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Unconventional aliphatic fluorophores discovered
as the luminescence origin in citric acid—urea
carbon dotst
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Carbon dots (CDs) are emerging as the material of choice in a range of applications due to their excellent
photoluminescence properties, ease of preparation from inexpensive precursors, and low toxicity.
However, the precise nature of the mechanism for the fluorescence is still under debate, and several
molecular fluorophores have been reported. In this work, a new blue fluorophore, 5-oxopyrrolidine-3-
carboxylic acid, was discovered in carbon dots synthesized from the most commonly used precursors:
citric acid and urea. The molecular product alone has demonstrated interesting aggregation-enhanced
emission (AEE), making it unique compared to other fluorophores known to be generated in CDs. We
propose that this molecular fluorophore is associated with a polymer backbone within the CDs, and its
fluorescence behavior is largely dependent on intermolecular interactions with the polymers or other
fluorophores. Thus, a new class of non-traditional fluorophores is now relevant to the consideration of
the CD fluorescence mechanism, providing both an additional challenge to the community in resolving

rsc.li/nanoscale

Introduction

The desirable fluorescence properties of carbon dots (CDs)
have been applied in a variety of fields such as bioimaging,
LEDs, sensing etc."? Their excellent photophysical
properties,>? limited toxicity," and the potential for large scale
production® have made them a promising replacement for
semiconductor quantum dots and molecular fluorophores.
While their fluorescence properties have attracted great atten-
tion, the fluorescence mechanism of CDs has remained
unclear, and a few hypotheses are under debate, including
mechanisms that invoke quantum confinement effects,
surface states, and molecular states.® First, the quantum con-
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the mechanism and an opportunity for a greater range of CD design schemes and applications.

finement effect is well understood for semiconductor
quantum dots, but appears less applicable for CDs. For
example, Yuan et al. have synthesized triangular CDs with an
unprecedentedly narrow bandwidth via solvothermal treat-
ment of phloroglucinol; the measured increase in size for a
series of these CDs matched with the red-shift in the CD emis-
sion.” However, other studies have found out that CD size is
not related to emission wavelength.® Second, the surface state
hypothesis for CD emission is usually related to surface func-
tional groups® or nitrogen/oxygen doping,'® which are deemed
to be different from the sp”> carbonized core structure.'’
Nguyen et al. used scanning tunneling microscopy to image
individual CDs with subparticle resolution and found that the
localized surface defects have electronic gaps that align with
the CD emission.'* Third, in some cases, molecular fluoro-
phores have been found to be fluorescent origin for CDs,
especially for CDs that are made using bottom-up routes.'® For
example, Song et al. have isolated 5-oxo0-1,2,3,5-tetrahydroimi-
dazo[1,2-a]pyridine-7-carboxylic acid (IPCA) from citric acid
and ethylenediamine carbon dots.'* Fluorophores with similar
structures to IPCA were also found in the reaction products of
citric acid and other a,p-diamines.">'® Kasprzyk et al. identi-
fied the structure of a green fluorophore, 4-hydroxy-1H-pyrrolo
[3,4-c]pyridine-1,3,6(2H,5H)-trione (HPPT), from citric acid and
urea carbon dots."”” However, to our best knowledge, the blue
fluorophore in citric acid and urea CDs is yet to be deter-

This journal is © The Royal Society of Chemistry 2022


http://rsc.li/nanoscale
http://orcid.org/0000-0001-7999-2898
http://orcid.org/0000-0002-5552-2151
http://orcid.org/0000-0001-8526-7414
http://orcid.org/0000-0001-6214-5211
http://orcid.org/0000-0002-5420-5867
https://doi.org/10.1039/d2nr02361j
https://doi.org/10.1039/d2nr02361j
http://crossmark.crossref.org/dialog/?doi=10.1039/d2nr02361j&domain=pdf&date_stamp=2022-07-04
https://doi.org/10.1039/d2nr02361j
https://pubs.rsc.org/en/journals/journal/NR
https://pubs.rsc.org/en/journals/journal/NR?issueid=NR014026

Published on 17 June 2022. Downloaded on 11/9/2025 3:52:18 PM.

Nanoscale

mined. Some studies have suggested citrazinic acid is a good
candidate for the blue fluorophore;'”"*® however, it hasn’t been
isolated from a CD synthesis or proven with structural charac-
terization such as nuclear magnetic resonance (NMR).

In this work, a blue fluorophore 5-oxopyrrolidine-3-car-
boxylic acid (1) has been fully isolated from a citric acid and
urea CD synthesis and characterized with NMR, electrospray
ionization-mass spectrometry (ESI-MS), and Fourier-transform
infrared spectroscopy (FTIR). The isolated fluorophore has
been compared with a commercially available chemical, and
their spectral characteristics align very well. The fluorophore 1
shows maximum emission at 420 nm, with interesting AEE
properties. In addition, pyrrolidone-related structures have
been reported to be fluorescent, especially polymers syn-
thesized from monomers that contain pyrrolidone.'*" This
type of compound lacks aromatic rings which are usually
found in traditional fluorophores, and thus they have non-tra-
ditional intrinsic luminescence (NTIL).>' The fluorescence of
NTIL usually comes from confinement through immobiliz-
ation or rigidification of moieties that are electron rich and
heteroatomic, which associate with one another to form highly
emissive units.”’ We hypothesize that CDs are made of
polymer structures such as polyamide, and molecular fluoro-
phores such as 1 are attached to the polymer structure. The
fluorescence of the CDs largely depends on the intermolecular
interaction of the fluorophores with its local environment. To
test this hypothesis computationally, time-dependent density
functional theory (TD-DFT) calculations are performed for a
single molecule 1 in both vacuum and implicit water solvent,
and both models show that molecule 1 has fluorescence in
blue region. Furthermore, we have investigated the stability of
the CDs, fluorophore 1, and citrazinic acid. The instability of
citrazinic acid in water makes it less likely to be responsible
for the fluorescence properties of the citric acid and urea-
derived CDs.

Experimental

All the materials information is included in the supplemental
materials.

Methods

CD synthesis and fluorophore purification: 0.40 g citric acid
and 0.36 g urea were weighed and dissolved in 10 ml Milli-Q
water. Hydrothermal treatment in a CEM® microwave reactor
was applied at 160 °C for 4 h. The raw product was filtered
through a 0.22 pm filter and dialyzed with a molecular weight
cut-off = 3500 Da membrane for 3 days. The solution inside
the dialysis bag was collected as CDs. After the purification
with dialysis, there were minimal free fluorophores in the CD
sample. The dialysate was collected and concentrated for
fluorophore analysis. The dialysate was purified using a
Teledyne ISCO CombiFlash® automated column chromato-
graph, using reversed phase C18 columns and water/aceto-
nitrile as the mobile phase. Multiple runs of column chrom-
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atography and/or extraction were utilized to obtain a fluoro-
phore fraction with high purity for subsequent analysis.

Stability test

CDs, citrazinic acid, and 5-oxopyrrolidine-3-carboxylic acid solu-
tions were tested for room temperature stability, UV stability,
heat stability, and pH stability. There are 3 materials replicates
for each sample in every test. For room temperature stability,
the samples were dissolved in MilliQ water and sat at room
temperature in a dark environment. The fluorescence of the
samples were measured every day for 7 days. For UV stability,
the samples were placed in a box with 365 nm UV lamp illumi-
nation (23 Watts). The fluorescence of samples was measured
after 30 min, and every hour from 1 h to 8 h. For heat stability,
the solutions were in an oven at 50 °C for 3, 18, 24, 48, or 72 h.
Their fluorescence was measured at each of those time points.
For pH stability, the solutions were adjusted with HCI or NaOH
addition to reach pH 2, 4, 6, 8 or 10. The fluorescence was
measured and recorded at each pH. The fluorescence was nor-
malized to the average of the initial fluorescence value, except
in pH variation experiments where the fluorescence was normal-
ized to the highest value across all pHs. The statistical analyses
were done with ANOVA in GraphPad.

Material characterizations

NMR was conducted on Bruker Avance III series spectrometers
(400 MHz and 500 MHz). NMR spectra were analyzed with
MestreNova software and referenced using the solvent signal.
ESI-MS was conducted on a Bruker BioTOF II ESI/TOF-MS.
Accurate mass ESI-MS/MS was carried out on a Sciex ExionLC
UHPLC system couple to a Sciex X500R quadrupole-time-of-
flight mass spectrometer (UHPLC/QTOF-MS). FTIR spectra
were obtained on a Thermo Scientific Nicolet iS5 Fourier
Transform Infrared Spectrometer. Samples for FTIR analysis
were prepared by dissolving 1 (separated from the CD syn-
thesis or commercially purchased) in methanol. Then some
aliquots were dropped on a KBr pellet and let dry to form a
thin film. The FTIR spectra were averaged for 16 scans. UV-vis
spectra were obtained using a Mikropack DH-2000 UV-Vis-NIR
spectrometer. Fluorescence spectra were measured with a PTI
QuantaMaster™ 400 fluorometer. Transmission electron
microscopy (TEM) was taken on a JOEL-T12 TEM. Bright field
and fluorescence macroscopic images of solid 1 particles were
obtained on a Nikon AZ100M macroscope. Imaging of single
molecule 1 was performed using Olympus IX-71 inverted
microscope. Experimental details of ESI-MS/MS and single
molecule imaging can be found in the ESL}

Computational methods

The simulations were performed using Gaussian 09.>> The
molecules were prepared with Gaussview5.>* The molecule was
first optimized in the ground state using the B3LYP/Def2-
TZVPP** method, and then the UV-vis spectrum was calculated
using the CAM-B3LYP*® functional and the same basis set. For
the implicit solvent calculations, the PCM model*®
with water as the solvent.

was used
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Results and discussion

Carbon dots are synthesized by reacting 2.1 mmol citric acid
with 6.0 mmol urea at 160 °C for 4 h. The raw product was
dialyzed in MilliQ water, and the dialysate has bright blue
fluorescence (Fig. S1t). The NMR spectra of the dialysate show
that a number of molecules were formed, and the majority of
the spectral bands are in the aliphatic region. Characteristic
peaks of 1 can be found in the unseparated dialysate and
seem to be one of the major components (Fig. S27).
Preliminary ESI-MS of the CD dialysate show that the peak at
m/z = 130 represents the protonated molecular ion [1 + H]". It
is interesting to note here that one substance with molecular
weight (MW) 155 Da appeared in the CD dialysate; in other
work, this peak has been suggested as evidence of the pres-
ence of citrazinic acid."” However, signature citrazinic acid
peaks do not appear in the NMR of the CD dialysate from this
synthesis condition. Fig. S41 shows that citrazinic acid has
proton features at 6.2 or 3.6 and 6.6 ppm for its isomer, while
the CD dialysate here has a singlet at 5.7 ppm (Fig. S27).
Thus, this substance of MW 155 Da is not likely to be citrazi-
nic acid. Citrazinic acid has been reported to be synthesized
from citric acid and urea;?” however, it is not generated in a
significant amount in these synthesis conditions, thus, it is
unlikely to be the origin of blue fluorescence from the CDs.
After the raw dialysate was purified with reversed phase
column chromatography, 1 was found as the first and most
abundant blue fraction coming off the column. High resolu-
tion ESI-MS (spectrum not shown) and ESI-MS/MS (Fig. S117)
detect the protonated molecular ion, [1 + H]" at m/z 130.0497.
This corresponds to the theoretical molecular formula of 1

....... QII‘J'J‘JH. o .,’W.’L'.
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(CsH,NOj;, theoretical [1 + H]" = 130.0499) with a measure-
ment error of 1.5 ppm.

The structure of 1 was analyzed by multiple 1D and 2D
NMR experiments in either D,O or 90% H,0+ 10% D,O.
'H-"*C heteronuclear multiple bond correlation (HMBC)
spectra showed five non-labile protons (5 2.6, 3.3, 3.5, and
3.7 ppm) and five carbons (6 34, 41, 46, 180, and 181 ppm)
(Fig. 1). The multiplicity of the protons showed that one
proton is in between the other 4 protons (CH,-CH-CH,), as it
is pentet splitting and the other protons are d-d splitting. The
d-d splitting also indicates that these protons are probably on
a ring structure, putting the CH, protons in different chemical
environments. The protons at 3.5 ppm and 3.7 ppm showed
second order effects where the peaks are leaning toward each
other. These two protons are probably derived from citric acid,
as citric acid also has protons showing the second order effect
(Fig. S5 and S107%). The two carbons at 180 ppm indicate that
they are C=0. One nitrogen is at 120 ppm, which shows that it
is probably an amide nitrogen. 'H and C NMR spectra,
'H-'"H homonuclear correlated spectroscopy (COSY), 'H-'*C
heteronuclear single quantum coherence (HSQC) and 'H-'°N
HMBC spectra of 1 further confirmed its structure (Fig. S5-97).
It’s interesting to note that the CH proton shifts from 3.3 ppm
to 3.4 ppm when the carboxylate group changes from the pro-
tonated to ionized state. ESI-MS/MS shows that the major frag-
ment ion arising from the precursor ion [1 + H]" is m/z 84.0444
Da. This is because 1 loses the carboxylate group and forms
the positively charged 3-pyrroline-2-one [C,HsNO]", which has
a theoretical m/z of 84.0443 Da (Fig. S117).

The FTIR spectrum (Fig. 2) shows the N-H stretching of the
amide is at 3200 cm™" and O-H stretching of the carboxylic
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Fig.1 'H-'*C HMBC spectra taken in D,O and the chemical structure with NMR assignments of 1 (5-oxopyrrolidine-3-carboxylic acid) isolated
from CD dialysate. Chemical shifts of proton, carbon and nitrogen are labeled in blue, red and green, respectively.
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acid is 2950 cm ™", while the C-H stretching of the alkanes is at
2550 cm™~'. The C=O0 stretching of the lactam and carboxylic
acid group overlap at around 1707 cm™'. The band at
1414 cm™" is due to the C-H bending vibration, and the band
at 1191 cm™" is from the C-N stretching vibration. The C-O
stretching of the carboxylic acid group occurs at 1021 cm™.
Additionally, a commercial product matching the putative
structure of 1 was purchased from Combi-blocks with 97%
purity. Its "H NMR and FTIR spectra were measured and
stacked with 1 isolated from CDs (Fig. S12 and S13t). The
spectra of the isolated product 1 match perfectly with the com-
mercial product, which firmly proves that the identity of 1 is
5-oxopyrrolidine-3-carboxylic acid.

The formation mechanism of 1 is proposed in Fig. 3. In
this scheme, citric acid undergoes multiple routes of dehydra-
tion and decarboxylation at high temperature. Itaconic acid
has previously been shown to be one of the decomposition
products of citric acid.*® Additionally, it is well-known that
urea decomposes into ammonia at high temperatures.
Finally, itaconic acid has been shown to react with amine
groups on chitosan to form structure 1.°2° Thus, it is
reasonable that in the synthesis of carbon dots, citric acid
and urea form decomposition products and then itaconic
acid and ammonia react to form 1. Since previous work has
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Fig. 2 FTIR spectrum of 1, isolated from the CD synthesis.
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shown 1 can be attached to chitosan, it is possible that in
this case, 1 is attached to the polymer structure of carbon
dots, acting as the luminescence source in CDs. To verify the
proposed mechanism, itaconic acid and urea underwent
hydrothermal treatment at 150 °C for 2 h. The ESI-MS and
NMR spectra of the raw product showed that 1 can be syn-
thesized from itaconic acid and urea (Fig. S14 and S157). The
raw product of itaconic acid and urea showed blue fluo-
rescence, and its fluorescence spectrum is in Fig. S16.7 As a
ternary acid, citric acid has been used as a precursor for
various polymer synthesis.>’** Thus citric acid instead of ita-
conic acid is used most often in CD synthesis since it is more
likely to form both molecular fluorophore and the polymer
backbone of CDs.

In addition to 1, other fluorophores were also found in CD
dialysate. The amide form of 1, 5-oxopyrrolidine-3-carboxya-
mide (2) appeared. The spectra of 2 also matched well with a
commercial product (Fig. S17t). Compared with 1, the CH
proton shifted further to 3.45 ppm, which seems to be
impacted most when the COOH group changed to CONH,.
The fluorescence of 2 is weaker and blue shifted to 400 nm
compared with 1, which is at 420 nm (Fig. S18At). Other
fluorophores, including blue, green and red fluorophores and
their possible molecular weight information are listed in
Table S1.7 It should be noted that even though a number of
fluorophores were formed in the CD synthesis, 1 is the most
abundant blue fluorophore and thus is most likely to account
for the blue fluorescence in CDs.

Material characterization

The synthesized CDs were imaged with transmission electron
microscopy (TEM) and have an average size of 10.0 + 0.9 nm (n
= 231) (Fig. 4A and Fig. S19t). The fluorescence spectra show
that CDs have optimum emission at 448 nm when excited at
370 nm (Fig. 4B). The fluorescence of molecule 1, however, has
emission maximum at 420 nm when excited at 330 nm
(Fig. 4C). The UV-vis absorption of purified CDs at around
235 nm is probably due to n—n* transitions within the carbo-
nized cores, while the peak at 330 nm is from n-n* transitions
(Fig. 4E).*® For 1 dispersed in water, it has strong absorption
below the 300 nm range; this is attributed to n-n* and n—n*
transitions of the C=0.

HO (0]
dehydration
o+ NHg —» 1O on >

NH

Fig. 3 A scheme for the formation of 1 (5-oxopyrrolidine-3-carboxylic acid) from hydrothermal reaction of citric acid and urea.
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Fig. 4 (A) A representative TEM image of the CDs; (B) fluorescence spectra of CDs; (C) fluorescence spectra of isolated 1; (D) fluorescence spectra
of 1 excited at 330 nm in mixed solvents of DMSO and THF, with the percentage indicating the THF%; (E) UV-vis absorption of CDs as well as 1 in
water and in a mixed solvent of 80% THF and 20% DMSO; (F) a fluorescent macroscopic image of solid 1 particles (excitation 360—380 nm; emission

415 nm with longpass filter, scale bar is 200 pm).

The fluorescence of similar compounds, such as vinyl pyr-
rolidone has been reported by Song et al.'® They mentioned
that the monomer N-vinyl pyrrolidone has low fluorescence at
350 nm, but that the fluorescence increases dramatically with
the peak shifted to 380 nm when it forms the poly(vinyl pyrro-
lidone). This increase and shift was attributed to aggregation-
induced emission (AIE).">** It seems for these type of uncon-
ventional fluorophores, that the intermolecular interactions of
the pyrrolidone ring with other electron-rich groups such as
C=O0 or nitrogen, have a significant impact on the fluo-
rescence properties. To investigate this possibility, we
increased the intermolecular interactions by inducing aggrega-
tion of 1 in mixed solvents of dimethyl sulfoxide (DMSO) and
tetrahydrofuran (THF). 1 is more soluble in DMSO and less
soluble in THF. Increased THF leads to the formation of mole-
cular clusters and then at 80% volume ratio, white precipitate
forms. Interestingly, the fluorescence of 1 increased dramati-
cally with increased THF. Its fluorescence was enhanced 22.5
times when the THF was at 80%. The emission also shifted
from 420 nm to 400 nm (Fig. 4D). This is a strong evidence
indicating that 1 demonstrates AEE. Meanwhile, there are
noticeable changes in the absorption spectrum of 1 once it
starts to aggregate. In the mixed solvent of 80% THF and 20%
DMSO, a few new peaks at 260 nm, 293 nm, and 327 nm
appear (Fig. 4E). This indicates that 1 probably forms some
new structures where intermolecular interactions play a role in
photon absorption. A similar AEE phenomenon was also

9520 | Nanoscale, 2022, 14, 9516-9525

observed when 1 was in mixed solvents of DMSO and ethyl
acetate, when ethyl acetate made up 90% of the volume. In
addition, we found that 1 is also fluorescent in the solid state,
as shown by the macroscopic images in Fig. 4F and others in
Fig. S20.1 Similarly, the amide form of 1, 2 was also dissolved
in a series of mixed solvents of DMSO and THF. The emission
of 2 in DMSO centers at 380 nm, and AEE was also observed
with increasing THF% as shown in Fig. S21.7 From here, we
can see that 1 and 2 are different from traditional aromatic
fluorophores where the fluorescence comes from electron delo-
calization in n-n bonds, and once the molecule aggregates,
there is intense intermolecular stacking which usually results
in fluorescence quenching. It seems 1 and 2 demonstrate AEE
and that intermolecular interactions play a key role in enhan-
cing their fluorescence properties. The intermolecular inter-
actions include the physico-chemical confinement of the moi-
eties that are normally non-emissive or low emissive, electron
rich, and heteroatomic.”® Here, the pyrrolidone structure is
one of the hetero-atomic sub-luminophores and thus the com-
pound 1 has non-traditional intrinsic luminescence (NTIL).>"
A similar phenomenon has been summarized by Tang and co-
workers as clusteroluminescence.*

The fluorescence from nonconjugated systems was first
found with aliphatic amines,®®*” and later some aliphatic
polymers such as poly(amidoamine) (PAMAM) were also found
to have blue fluorescence.*®*® The blue fluorescence is
thought to originate from n-n* transitions from the amide

This journal is © The Royal Society of Chemistry 2022
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group inside the PAMAM dendrimer.”"*® The fluorescence of
PAMAMSs can be enhanced by surface modification with N-(4-
carbomethoxy)pyrrolidone.**** The pyrrolidone shell is
suggested to play multiple roles including stabilization of the
PAMAMSs sterically to prevent access by external solutes and
the impact of protonation.* It is interesting to note that a
prior report on polyamide simulation of CDs showed that the
blue fluorescence comes from charge transfer of the amide
and carboxylate groups of the polyamide backbone;** this
would also be a form of NTIL.

Single molecule fluorescence of 1 was also measured and
found to be intermittent, which is usually called “blinking”.
Blinking is common among traditional fluorophores®** and
nanoscale particles such as quantum dots or carbon dots,*>*
though there is little investigation on the blinking properties
of non-traditional fluorophores. We found that under 405 nm
excitation, most of 1 molecules emitted fluorescence, as shown
in Movie S1.t The blinking rate of 1 under 405 nm is 5.48%.
The blinking rate is defined as the ratio between the on-time
of a molecule and the acquisition time that is 100 seconds.
With longer excitation wavelengths, 488 nm, 542 nm, or
594 nm, a smaller number of molecules in the same fields of
view emitted light (Movie S2-S4f). Under longer excitation
wavelengths, blinking rates were slightly higher, from 8.34%-
10.02%. Representative emission traces and blinking rate his-
tograms are shown in Fig. S22.1 At the moment, the blinking
mechanism for non-traditional fluorophores is not clear and
merits further investigation in future studies.
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To probe the intrinsic photophysical properties of 1,
TD-DFT calculations are performed in both vacuum and in an
implicit water solvent using the polarizable continuum (PCM)
model. The simulated absorption and emission spectra are
shown in Fig. 5A and B, respectively. The absorption spectrum
peaks are at ~229 nm in vacuum and ~228 nm with the
implicit solvent. The emission peaks are at 480.7 nm in
vacuum and 473.3 nm with the implicit solvent model. The
computed natural transition orbitals (NTOs) with optimized
structure for the first excited state indicate that the transition
involves n to n* character in the carboxyl group.

We propose here that small molecule 1 is connected to the
polymer structure of CDs through either the carboxylate group
or the nitrogen. To assess this possibility, we considered two
representative compounds: ethyl 5-oxopyrrolidine-3-carboxy-
late (3) and N-ethyl-5-oxopyrrolidine-3-carboxylic acid (4),
where an ethyl group is acting as a simplified model of the
proposed polymer. The fluorescence spectra of 3 and 4 are
shown in Fig. S18 B and C.{ The fluorescence of 3 is more
similar to 1 in that the maximum emission is at 420 nm. The
fluorescence peak for 4 is much broader than other fluoro-
phores in this system, extending from 350 nm to 600 nm. It is
interesting to note that compound 4 shows excitation-depen-
dent emission, which has been widely reported for CDs. This
has been typically thought to originate from the inhomogen-
eity of the fluorophores or CD structures; however, these data
show that a single fluorophore can demonstrate excitation-
dependent emission as well. The excitation-dependent fluo-

Emission UV/Vis Spectrum

80
—— vacuum model
70 ---- implicit solvent model
60
= 50
s
40
2
]
s 30
20
10
900 350 400 450 500 550 600

A(nm)

Q9

Fig. 5 TD-DFT results for molecule 1. (A) simulated absorption UV-vis spectrum; (B) simulated emission UV-vis spectrum; (C) and (D) NTOs calcu-
lated for molecule 1 in vacuum, using an optimized structure for the excited state. The NTOs suggest that the excitation involves n (shown in panel

C) to n* orbitals (shown in panel D) in the carboxyl group.
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rescence has been reported to be a general feature for sub-
fluorophores which have shown clusteroluminescence.®® It was
attributed to different extents of electron delocalization in the
molecular clusters.®® 1 also shows excitation-dependent emis-
sion in the solid state (Fig. S20%). Taken together, these
measurements show that modification of the structure of 1
alters its fluorescence, including emission wavelength and
peak width. Considering AEE, crosslinking of 1 rigidifies its
structure and embedding it into a supramolecular structure
such as CDs probably enhance its fluorescence. Given that the
polymer backbone structure of CDs is complex and possibly
contains multiple functional groups such as C=0, N-H etc.,
the final fluorescence of CDs is dependent on the local
environment of the fluorophore 1, such as its interaction with
the polymer backbone and with other fluorophores. Further
computational simulations in future work will likely be very
helpful in visualizing the local structures and predicting the
fluorescence of CDs.

Stability test

One way to characterize a fluorophore (and, in this case,
compare it to other fluorophores) is to monitor luminescent
stability in various circumstances. The stability of CDs, citrazi-
nic acid, and 1 were evaluated as the fluorescence intensity
variation in four different conditions: (1) dispersing in water at
room temperature, (2) under UV illumination, (3) after 50 °C
oven treatment, and (4) with variation in solution pH.
Although citrazinic acid has been thought to be the origin of
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the blue fluorescence from CDs, it was found to be very
unstable when dispersed in water. It changed from colorless to
purple after it was dispersed in water for 7 days, while there is
no obvious difference for CDs or 1 over the same time scale
(Fig. S23f). Its fluorescence also decreased to 80% of the
initial fluorescence after 4 days (p < 0.05), and after 7 days, its
fluorescence was only 24% of the original (p < 0.0001). This is
likely due to the imine structure which is prone to hydrolysis.*”
The NMR spectra of citrazinic acid just dissolved in water and
after 7 days are in Fig. S4 and S24.7 Characteristic citrazinic
acid NMR peaks at 6.2 ppm are absent, and a new peak at
2.7 ppm appears. This indicates structural rearrangement, and
new substances were formed from the hydrolysis of citrazinic
acid. In comparison, CDs and 1 were very stable in water at
room temperature, as there is no statistical difference in their
fluorescence across 7 days (p > 0.05) in Fig. 6A.

The photostability of these substances were compared after
they were treated under 365 nm UV light (Fig. 6B). The fluo-
rescence of the CDs was found to decrease gradually, retaining
86% of the original intensity after 10 h UV illumination, while
the fluorescence of 1 decreased a bit to 95%, and the fluo-
rescence of citrazinic acid was at 93% of the original (p <
0.0001 for all three). It seems that all samples were impacted
similarly by UV illumination, though the fluorescence of the
CDs decreased more than 1, which is likely attributed to the
disintegration of 1 from the polymer backbone of CDs. Free 1
would no longer benefit from the AEE effect and then leads to
the observed decrease in fluorescence. Treatment at elevated
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temperatures showed CDs and 1 to be stable, with their fluo-
rescence increased to 113% (p < 0.05) and remaining at 103%
(p > 0.05), respectively. However, citrazinic acid was very
unstable at the 50 °C temperature, and its fluorescence
decreased to only 5% after 72 h in the oven (Fig. 6C). It was
also observed that its color changed from colorless to purple
after 18 h in the oven and finally turned brown. High tempera-
ture probably accelerates the hydrolysis of citrazinic acid.
Considering CD syntheses are conducted under high tempera-
tures for hours in most cases, even if citrazinic acid did form
from a citric acid and urea reaction, the chance of it surviving
to the end of the hydrothermal treatment is low. The solution
pH of all three substances were adjusted to 2, 4, 6, 8, or 10
with either HCI or NaOH, and their fluorescence is shown in
Fig. 6D. Again, the fluorescence of 1 seems to be the most
stable, as there is no statistically significant difference
measured across the pHs considered (p > 0.05). The fluo-
rescence of CDs is lower at acidic pHs, 55% at pH 2, and 85%
at pH 4, and retains almost 100% fluorescence at pH 6, 8, and
10. Citrazinic acid seems to be impacted most by pH, as its
fluorescence was only 6% at pH 2. This shows that the proto-
nation of the carboxylate group probably affects the delocaliza-
tion of the electrons in the dihydropyridine ring. Literature
also suggests that citrazinic acid will form tautomers in acidic
pHs.*8

Taken together, we can see that citrazinic acid is unstable
in water as it undergoes hydrolysis, which is accelerated at
higher temperatures. It is interesting to note that in several
cases, the fluorescence of citrazinic acid increased after it was
exposed to water for a short time, such as in Fig. 4B, 3 h (p <
0.01). This could be attributed to new substance formation or
because during the degradation of citrazinic acid, the fluoro-
phore concentration achieved an optimum value, and its fluo-
rescence intensity was maximized. Overall, 1 seems to be the
most stable and not likely to be impacted by the environment.
But to most efficiently utilize its fluorescence, 1 needs to be in
a polymer or carbon dot structure or in an aggregated state, so
that it can induce the AEE effect. In those circumstances, the
local environment would be susceptible to the UV light or pH
changes.

Conclusions

In summary, we have discovered a new fluorophore present in
CDs made from citric acid and urea, 5-oxopyrrolidine-3-car-
boxylic acid. The fluorophore 1 has been separated from the
raw CD product with reversed phase column chromatography.
It was analyzed and compared with a commercial product
using NMR, ESI-MS and FTIR, and the molecular identity is
clear. The TD-DFT calculated spectra support the observed
blue fluorescence. 1 was found to have AEE effect, which
makes it have much higher emission in aggregated states. It is
proposed that when 1 is incorporated into CDs, its fluo-
rescence properties are altered by the local environment, such
as the polymer backbone of CDs, since its fluorescence is

This journal is © The Royal Society of Chemistry 2022
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largely dependent on the intermolecular interactions. Taken
together with literature precedent, we can see that various
molecular fluorophores, either traditional fluorophores such
as IPCA and HPPT,"*"” or non-traditional fluorophores like 1
can be formed in bottom-up preparations of CDs. It’s worth
further investigation of how they are incorporated into CDs
and how the local environment alters their fluorescence pro-
perties. Further computational modeling and ultra-fast spec-
troscopy techniques will likely be helpful in this respect.”® In
addition, the NTIL nature of 1 reveals a new perspective in
understanding CD fluorescence. Since many CDs are amor-
phous and have blue emission, they happen to resemble the
characteristic optical profiles of NTIL where the emission is
between 400-570 nm and the excitation is 225-400 nm.>* It is
possible that other CDs, in addition to the one presented here,
are also fluorescent due to non-conventional routes. Overall,
this structure-focused study provides a new perspective of the
fluorescence origin of CDs.
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