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A block copolymer templated approach for the
preparation of nanoporous polymer structures
and cellulose fiber hybrids by ozone treatment†

Lea Gemmer,a Qiwei Hu,b,c Bart-Jan Niebuur,d Tobias Kraus, d,e

Bizan N. Balzer b,c,f and Markus Gallei *a,g

Functional amphiphilic block copolymers (BCPs) are versatile, smart, and promising materials that are

often used as soft templates in nanoscience. BCPs generally feature the capability of microphase-sep-

aration leading to various interesting morphologies at the nanometer length scale. Materials derived

from BCPs can be converted into porous structures while retaining the underlying morphology of the

matrix material. Here, a convenient and scalable approach for the fabrication of porous functional poly-

vinylpyridines (P2VP) is introduced. The BCP polyisoprene-block-P2VP (PI-b-P2VP) is obtained via

sequential anionic polymerization of the respective monomers and used to form either BCP films in the

bulk state or a soft template in a composite with cellulose fibers. Cross-linking of the BCPs with 1,4-

diiodobutane is conducted and subsequently PI domains are selectively degraded inside the materials

using ozone, while preserving the porous and tailor-made P2VP nanostructure. Insights into the feasi-

bility of the herein presented strategy is supported by various polymer characterization methods com-

prising nuclear magnetic resonance (NMR), size exclusion chromatography (SEC), and differential scan-

ning calorimetry (DSC). The resulting bulk- and composite materials are investigated regarding their

morphology and pore formation by scanning electron microscopy (SEM), atomic force microscopy

(AFM) and small-angle X-ray scattering (SAXS). Furthermore, chemical conversions were examined by

energy dispersive X-ray spectroscopy (EDS), attenuated total reflection Fourier-transformation infrared

spectroscopy (ATR-FTIR) and water contact angle (WCA) measurements. By this convenient strategy the

fabrication of functional porous P2VP in the bulk state and also within sustainable cellulose composite

materials is shown, paving the synthetic strategy for the generation of a new family of stimuli-responsive

sustainable materials.

Introduction

Amphiphilic block copolymers (BCP) have attracted enormous
attention due to their unique possibility for self-organization
capabilities in the bulk state or in block-selective solvents to
form a manifold of microphase-separated structures, micelles
or vesicles based on their hydrophobic and hydrophilic
segments.1–4 Polyvinylpyridines are versatile hydrophilic poly-
mers, which are frequently used in functional materials’ prep-
arations derived from BCPs,5,6 for instance for smart cap-
sules,7 coatings,8 and membranes.9,10 Due to the pyridinic
moieties, polyvinylpyridines can feature stimuli-responsiveness
and they are capable of reversible swelling under acidic or
basic conditions.7,9,11–13 Moreover, swelling could be made
permanent by quaternization of the pyridinic moiety by treat-
ment with alkyliodides.10,14–16 In general, polyvinylpyridine-
containing BCPs are accessible via multiple synthetic routes
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such as controlled radical polymerization techniques (e.g.,
RAFT, NMP and ATRP)17–22 and sequential anionic polymeriz-
ation.3 For the latter, the syntheses are carried out in polar-
aprotic solvents such as tetrahydrofurane (THF) at low temp-
erature.6 The polystyrene-b-polyvinylpyridine BCPs are one of
the most-studied BCPs in functional materials research for
example for filtration applications,9,10,23 or as polymeric
particles.13,15 Poly-2-vinylpyridine (P2VP) based BCPs with
polyisoprene (PI) as a non-polar flexible polymer segment are
less reported, presumably due to solubility issues of the
amphiphilic BCPs, which are even more pronounced for P4VP-
based amphiphilic BCPs. Furthermore, there the sequential
anionic polymerization is more complex, wherein the micro-
structure of the PI segment depends on the polymerization
conditions.24 The anionic polymerization of isoprene can
result in three different microstructures for the final PI.
Vinylic linkages (1,2- and 3,4-linkages) exhibit a saturated
polymeric backbone and a vinyl group as a side chain,
whereas 1,4-linkages result in an unsaturated PI backbone,
which influences the chemical properties for post-modifi-
cation strategies and the glass transition temperature (Tg). PI
featuring more than 90 mol% 1,4-linkages exhibit a Tg of
about −70 °C, and with increasing vinylic content the Tg
increases.8,25,26 The content of vinylic linkages can be con-
trolled by reaction parameters.24 Vinylic linkages are kineti-
cally preferred and polar-aprotic solvents such as THF and
higher reaction temperatures enable the formation of high
vinylic contents of about 75 mol% in the final polymer.8,27,28

By contrast, when conducting polymerization in cyclohexane
at room temperature only 10 mol% of vinylic linkages can be
found.25,29,30 For the efficient degradation of PI, a 1,4-PI
content of 16 to 24 mol% turned out to be sufficient, as pre-
viously reported by Rüttiger et al. and Okumura et al.8,31 It is
assumed that smaller degradation fragments are advan-
tageous because they are more easily transported through the
P2VP matrix. Therefore, in this work only BCPs with a high
1,4-content in the PI-block are used and the isoprene
polymerization in non-polar solvents is preferred. Watanabe
and Tirrell described a synthetic route for PI-b-P2VP BCPs via
sequential anionic polymerization by taking advantage of a
solvent exchange.30 BCPs with well-defined molar mass distri-
bution and molar masses between 80 and 250 kg mol−1 were
obtained, while the weight percentage of P2VP segment was
varied from 12 to 64 wt%.

The self-assembly of BCP and the formation of microphase-
separated structures relies on many different parameters, and
the χ of the underlying block segments is one of the most
important.32–34 Amphiphilic BCPs typically tend to feature
higher χ parameters and therefore exhibit microphase separ-
ation with well-defined structures.35 Additionally, the micro-
structures depend on the volume fractions of the block seg-
ments and the domain sizes correlate with molar masses.33,34

It is well-known that also the parameters for preparing the
BCP films have a major influence on phase separation behav-
ior. For PI-b-P2VP, an increasing phase expansion of P2VP-
phase was observed when shifting from non-polar and more

PI-selective solvent like tetrachloromethane (Hildebrandt and
Hansen total solubility parameter of δT = 17.8 MPa0.5) to more
polar and P2VP-selective solvent like THF (δT = 20.3 MPa0.5) or
1,4-dioxane (δT = 20.5 MPa0.5).36,37 In literature Hildebrandt
and Hansen solubility parameters δT of 16.6 MPa0.5 for 1,4-cis-
PI36,38 and multiple parameters for P2VP can be found,
namely 19.8 MPa0.5, 21.3 MPa0.5, and 21.7 MPa0.5

(pyridine).5,36,37,39 As a result, a non-selective solvent should
have a Hildebrandt and Hansen solubility parameter between
18.2 and 19.2 MPa0.5, as for example chloroform (δT = 19.0
MPa0.5). Though BCPs are frequently used as soft templates in
various procedures, the sensitivity of morphology regarding
solvents and swelling agents can cause complications. Free-
standing or supported mesoporous functional materials can
be fabricated from BCP containing a sacrificial block segment,
which can be removed upon thermal or chemical treatment,
while the matrix block segment remains unaffected.40

Chemical degradation of sacrificial segments from BCPs
demands sufficient material transport and adequate chemical
resistance, and therefore the degradation conditions for the
sacrificial block segment have to be matched with care.
Moreover, to avoid collapse of the matrix polymer during the
degradation procedure and to maintain the templated pore
structure, cross-linking of the residual domains is a common
practice.16,40–43 Vinylpyridines can be cross-linked using 1,4-
diiodobutane (DIB) from solution or from the vapor
phase.16,41,42 Ozone is a small molecule that is capable of
cleaving double bonds into various soluble carboxylic pro-
ducts. Since most polydienes contain double bonds in their
polymeric backbone they can be degraded into smaller frag-
ments by ozone treatment and washed away using suitable sol-
vents.44 As a result, mesoporous BCP-templated materials with
high pore order can be obtained.8,31 However, to the best of
our knowledge, ozone-mediated PI degradation with PI render-
ing the minor block segment as a spherical BCP morphology
has not been investigated in more detail yet, and there are no
investigations on polydiene-based BCP templates as coatings
within a cellulose fiber matrix. These insights would pave the
way to a new route for the preparation of porous cellulose-
based materials, stimuli-responsive coatings and smart
membranes. Additionally, the hierarchical pore design and
BCP coating at the cellulose surface should provide a direct
and technologically straight-forward control over the wett-
ability and functionality for sustainable microfluidics or
sensing applications. For this purpose, within the present
study amphiphilic BCPs, consisting of PI-b-P2VP with a high
content of unsaturated moieties within the polyisoprene
backbone, were synthesized via sequential anionic polymer-
ization and investigated with respect to their self-assembly
to a microphase-separated structure. Cross-linking with DIB
was investigated and protocols for the generation of porous
structures by ozone treatment were established. Finally, cell-
ulose fiber materials were combined with the PI-b-P2VP-
system to gain insights into the influence on cross-linking,
pore formation and stability of BCP inside a cellulose fiber
substrate.
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Experimental section
Materials

Solvents and reagents were purchased from Alfa Aesar, Sigma-
Aldrich (Merck), Fisher Scientific, VWR or Acros Organics and
used as received unless otherwise stated. For anionic polymer-
ization the following purification steps were carried out: dried
cyclohexane was obtained by adding sec-butyllithium (s-BuLi,
1.3 M in hexane) and 1,1-diphenylethylene (DPE) to cyclo-
hexane (Fisher, analytical reagent grade >99,8%) in a round-
bottom glass-ampule until a dark red color was maintained
(diphenylhexyllithium). The liquid was degassed via freeze–
pump–thaw cycles and stored under vacuum until use. LiCl
was dispersed in dry THF, treated with s-BuLi, and stirred over-
night. The solvent was removed under reduced pressure and
the LiCl was stored in a glovebox until use. Dried THF was pre-
pared by adding n-butyllithium (n-BuLi, 1.6 M in hexane) and
DPE to THF (Fisher, HPLC grade) in the same procedure.
Before use, THF and cyclohexane were cryo-transferred to an
ampule, which was transferred to a glovebox. In the case of
THF, LiCl was added, followed by an additional treatment with
s-BuLi. The solution was stirred for at least two hours before
use. DPE (97%, Sigma Aldrich) was treated with n-BuLi until a
dark red color was maintained, then cryo-transferred and
stored in a glovebox until use. Methanol was dried using mole-
cular sieve (3 Å), degassed via freeze–pump–thaw, then cryo-
transferred and stored in a glovebox until use. Isoprene was
pre-dried by stirring with calcium hydride. Before use, iso-
prene was freshly cryo-transferred two times, the first time to
an ampule containing trioctylaluminium (25 wt% in hexane,
Sigma Aldrich) for PI28-b-P2VP72

63 or dibutylmagnesium
(0.5 M in heptane, Acros Organics) for PI35-b-P2VP65

186.
2-Vinylpyridine (2VP) was also pre-dried by stirring with
calcium hydride. Before use, 2VP was freshly cryo-transferred
three times, the first two times to an ampule containing trioc-
tylaluminium for PI28-b-P2VP72

63 or triethylaluminium (1 M in
hexane, Sigma Aldrich) for PI35-b-P2VP65

186. All purifying steps
of reagents used in synthetic procedure were conducted using
common Schlenk-technique at a full-glass high-vacuum line
or, when stated, in a glovebox (MBRAUN, UNIlabplus ECO)
working with nitrogen gas (5.0) and equipped with a Cryostat
(Julabo FP89). Commercial Munktell cellulose-based filter
discs were used as a paper substrate (Ahlstrom Munksjö, grade
3hw 65 g cm−3, 3.303.070).

Methods

Size-exclusion chromatography (SEC) was performed with a
1260 Infinity II (Agilent Technologies) system and THF was
used as the mobile phase (HPLC grade, flow rate 1 mL min−1)
on an SDV column set from polymer standard service (PSS,
SDV 103 Å, SDV 105 A, SDV 106 Å, 5 µm) with a PSS SECurity2

RI/UV detector. Calibration was carried out using polystyrene
(PS) standards from PSS. For Multi-angle laser light scattering
(SEC-MALLS) a PSS SLD 7000 detector was used. PSS WinGPC
UniChrom V 8.31 was used for data acquisition and evaluation
of the measurements. Differential scanning calorimetry (DSC)

was carried out using a NETZSCH DSC 214 Polyma in alumi-
num crucibles with a heating rate of 10 K min−1 and nitrogen
as both protective and purge gas in flow rates of 60 mL min−1

and 40 mL min−1, respectively. Thermogravimetric analysis
(TGA) was conducted on a NETZSCH TG Libra in a crucible
made of aluminum oxide with nitrogen flow of 20 mL min−1

and heating rate of 10 K min−1. Both TGA and DSC data were
evaluated using NETZSCH Proteus Thermal Analysis 8.0.1.
Nuclear magnetic resonance (NMR) spectra were recorded on a
Bruker Avance II 400 spectrometer with a 9.4 T Ultrashield
Plus Magnet, a BBFO probe, and referenced by using the
solvent signals.45 For processing and evaluation of the sprectra
MestReNova 14.2.0 was used. Fourier-transformed infrared
(FTIR) spectra were collected on a BRUKER ALPHA II FTIR
setup in attenuated total reflection mode (ATR) with spectrum
output in transmittance. All spectra were processed with OPUS
8.5 (SP1) software (baseline correction) and Origin2020b (nor-
malized). Ozonolysis experiments were carried out using an
Anseros Ozomat COM CD HF4 (Ozone generator from Anseros
Klaus Nonnenmacher GmbH) on generation level 100% at a
gas flow of 50 NL h−1. Scanning electron microscopy (SEM)
and energy dispersive X-ray spectroscopy (EDS) was carried out
on a Zeiss Sigma VP device (GeminiSEM 500) using the soft-
ware SmartSEM Version 6.07. The samples were mounted on
an aluminum stud using adhesive copper tape and sputter-
coated with approximately 6 nm platinum using an Automatic
Turbo Coater PLASMATOOL 125 SIN 2020_131 from
Ingenieurbüro Peter Liebscher. High-resolution micrographs
were collected via in-lens detector with acceleration voltages
between 1 and 3 kV in high-current mode, 20 μm aperture,
EDS-spectra were collected using acceleration voltage of 8 kV.
Static water contact angle (WCA) measurements were per-
formed using Hamilton syringe 100 μL in a syringe pump by
KD Scientific adjusted to 10 μL and a custom-made xyz posi-
tioning table. In standard measurements deionized water was
used, for measurements in acid a pH = 4 buffer solution con-
sisting of citric acid, NaOH and NaCl purchased by Carl Roth
was used. Photographs were collected using a Nikon D54000
and digiCamControl 2.1.2.0, OpenDrop 3.3.1 was used for
evaluation.46 AFM imaging was performed with a Cypher ES
(Asylum Research, an Oxford Instruments Company) in inter-
mittent-contact mode. The following parameters were chosen
for all measurements: pixel number of 1024 × 1024, scan area
of 1 µm × 1 µm and scan rate of 1.95 Hz. First, all samples
were scanned in air at 25 °C with AC240TS cantilevers
(Olympus, Japan) having a tip with a radius of approx. 7 nm.
In addition, sample Bs10b was also imaged in pure H2O
(Purelab Chorus 1, Elga LabWater, Celle, Germany, with con-
ductivity of 0.055 µS). Prior to the measurements in liquid
environment, the samples were immersed in the respective
solutions for 30 minutes for swelling and protected against
light. AC40TS cantilevers (Olympus, Japan) with a tip radius of
approx. 7 nm were utilized for experiments in liquid environ-
ment at 25 °C. The retrace images gained from AFM imaging
were processed with the Gwyddion Free SPM analysis software
(Petr Klapetek, version 2.59) for further evaluation as described
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in Friess et al.47 Small-angle X-ray scattering (SAXS) experi-
ments were performed on a Xeuss 2.0 system (Xenocs SAS,
Grenoble, France). The incident beam from a Copper Kα

source with a wavelength λ = 0.154 nm was collimated and
focused on the sample with a spot size of 0.25 mm2. 2D scat-
tering intensity patterns were collected using a Pilatus 300 K
detector (pixel size 172 × 172 μm2) located at a sample-detector
distance of ∼2500 mm, calibrated using a silver behenate stan-
dard. For each measurement, the acquisition time was 3600 s.
As no signs of anisotropic scattering were observed, the scat-
tering patterns were azimuthally integrated to obtain the scat-
tered intensity I in dependence on momentum transfer q = 4π
× sin(θ/2)/λ, with θ being the scattering angle.

Block copolymer synthesis

Exemplary synthesis of PI28-b-P2VP72
63. All steps outside of

the glovebox were carried out under Schlenk conditions. First,
0.75 mL (0.51 g, 7.4 mmol, 122 eq.) of freshly purified isoprene
was added to an ampule with dried cyclohexane and the
polymerization was started by quickly adding 43.7 μL
(0.06 mmol, 1 eq.) s-BuLi (1.4 M in hexane) via a Hamilton
syringe while thoroughly mixing the solution. The color
changed from colorless to a light yellow and the reaction was
allowed to complete over 24 h of stirring. Then 32 μL
(0.18 mmol, 3 eq.) DPE were added, and the color changed
slowly to a dark red over a time period of 24 h. An aliquot of
2 mL was taken, treated with a drop of methanol and precipi-
tated in air atmosphere by adding ice-cold methanol.
Afterwards solvent exchange to THF was carried out due to low
solubility of P2VP in hydrocarbon solvents.30 For this purpose,
the ampule with polyisoprenyl diphenylhexyllithium was
brought to the full-glass high-vacuum line and cyclohexane
solvent was removed by vacuum distillation. The ampule with
a dark red highly viscous residue (Scheme 1, structure 3) was
re-transferred to the glovebox. The residue was redissolved in
dry THF with 26 mg (0.6 mmol, 10 eq.) LiCl. The reaction solu-
tion was cooled to −78 °C in a cryostat and while stirring vigor-
ously, 2.0 mL (2.31 g, 22 mmol, 360 eq.) of freshly purified 2VP
was quickly added (photographs of the synthetic steps are pro-

vided in Fig. S1†) After 16 h, the polymerization was termi-
nated by adding a drop of methanol. The mixture was allowed
to warm up to room temperature, precipitated in deionized
water and dried at 40 °C in vacuum prior to characterization.
The polymer was obtained in quantitative yield.

SEC PI (vs. PS): Mn = 12 500 g mol−1; Mw = 13 800 g mol−1;
Đ = 1.11.

SEC PI-b-P2VP (vs. PS): Mn = 39 600 g mol−1; Mw = 42 900 g
mol−1; Đ = 1.08.

SEC-MALLS: Mw = 62 501 g mol−1 (refractive index incre-
ment dn/dc: 0.140).

1H NMR (300 MHz, 300 K, CDCl3, δ in ppm): 8.4–8.1 (pyr-H
2VP, 1H); 7.3–7.0 (pyr-H 2VP, 1H); 6.9–6.6 (pyr-H 2VP, 1H);
6.5–6.2 (pyr-H 2VP, 1H); 5.1 (vCH-1,4-PI, 1H); 4.7 (vCH2 3,4-
PI, 2H); 2.7 (P2VP, bb); 2.3 (P2VP, bb); 2.0 (PI, bb); 1.8 (P2VP,
bb); 1.7–1.6 (PI, bb); 1.3–0.9 (P2VP, bb).

Block copolymer film preparation and cross-linking with DIB

Exemplary film-casting process. First, a highly concentrated
PI-b-P2VP solution was prepared by slowly dissolving 313 mg
polymer in 0.6 mL chloroform (HPLC grade). Afterwards, this
solution was stirred for two more hours to ensure complete
dissolution. The lid of the rolled rim bottle was pierced and
the bottle was placed in a chamber filled with some chloroform.
The solvent was allowed to evaporate slowly over the time span
of one week. In the next step, the film was allowed to dry, which
was ensured by placing the sample in a vacuum oven at 40 °C
overnight. A colorless, transparent and flexible polymer film
with 2 cm in diameter and 1 mm in thickness was obtained.
For further fabrication steps and analysis, the film was cracked
into smaller pieces under liquid nitrogen. For analysis, the
sample was stored in an Ar atmosphere at −16 °C until use.

Exemplary procedure of coating cellulose discs. In a 20 mL
wide-necked rolled-rim bottle a solution of 1 wt% PI35-b-
P2VP65

186 in chloroform was prepared (140 mg in 13.86 g
chloroform, HPLC grade) by stirring for at least two hours to
ensure complete dissolving. Munktell cellulose-based filter
discs were cut into pieces with the size of 2 × 3 cm and were
placed vertically hanging inside the solution. Herein, the

Scheme 1 Synthetic route leading to polyisoprene-b-poly(2-vinylpyridine) (PI-b-P2VP) via sequential anionic polymerization. Subscripts refer to
molar microstructure composition of 1 : 19 for 3,4- and 1,4-linkages, respectively.
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bottom of the substrate only reached half of the solution to
avoid a large gradient of concentration while the solution
dries. The rolled-rim bottle was placed in a chamber filled
with some chloroform. The solvent was allowed to evaporate
slowly over the time span of one week followed by drying in a
vacuum oven at 40 °C.

Exemplary cross-linking procedure with DIB. For the cross-
linking procedure a custom-made glassware was used, which
allows to place a filter crucible above a stirred liquid in an
inert atmosphere. First, 1 mL of DIB and a magnetic stirring
bar were placed in the glassware. Second, sample pieces were
placed in a filter crucible above the DIB without immersion
and the setup was flooded with Ar. Third, DIB was heated to
80 °C in an oil bath and hence the samples were treated with
DIB vapor for 24 h. Finally, the samples were taken out and
placed in a vacuum oven at 40 °C for drying.

Polyisoprene degradation by ozonolysis

A three-necked round bottom flask featuring a reflux apparatus
was filled with 40 mL heptane (GPR Rectapur, 99.8%), equipped
with a gas inlet for ozone, and the flask was placed in an ice
bath. Sample pieces of 10 to 50 mg in weight and edge lengths
of 2 to 10 mm, often two or more sample pieces, were used per
experiment. The sample was dispersed in heptane, the three-
necked round bottom flask was closed with a stopper. The
oxygen flow was set to 50 NL h−1 and the ozone generator was
turned on. The former colorless and clear solvent turned light
blue due to saturation with ozone and haze occurred. After
10 minutes, the ozone generator was turned off and oxygen was
bubbled for two minutes to ensure complete displacement of
residual ozone in the solvent. The treated sample was taken out,
washed several times with fresh heptane (HPLC grade) and then
soaked or stirred in deionized water for 30 minutes. The sample
pieces were dried in vacuum at 40 °C for three days.

Results and discussion
Synthesis and characterization of PI-b-P2VP

The desired block copolymer PI-b-P2VP was prepared by
sequential anionic polymerization as shown in Scheme 1. For
the intended post modification and degradation procedure of
the PI segment, the presence of double bonds in the polymer
backbone was favored. Therefore, in order to obtain a high
content of 1,4-linked PI moieties, synthesis was conducted in
cyclohexane as nonpolar solvent.24 As already described in the
introduction, solvent exchange was necessary to enable 2VP
polymerization in THF in the presence of LiCl at low tempera-
tures. Following this synthetic route, PI-b-P2VP block copoly-
mers with well-defined molar mass distribution, differing poly-
isoprene contents and high 1,4-PI contents were obtained
(Fig. 1 and Table 1). In PI-b-P2VP BCPs subscripts refer to
molar percentages of respective moieties and the superscript
refers to the total molar mass.

The exemplary molar mass distribution of PI as first block
and corresponding PI28-b-P2VP72

63 BCP is shown in Fig. 1,

exhibiting a monomodal and narrow molar mass distribution
both for the PI homopolymer precursor as well as the final
BCP (1.11 and 1.08, respectively). The Tg of the PI segment is
−77.6 °C, which is in accordance with a PI featuring a high
content of 1,4-linkages.25 The 1H NMR spectrum of the BCP
(Fig. 1) reveals the expected signals, while signals at 4.8 and
4.7 ppm correspond to the vinylic protons in the 3,4-PI unit
and the signal at 5.1 ppm corresponds to the olefinic proton
in the 1,4-PI unit. Signals marked in orange in the range from
6.1 to 7.3 ppm correspond to aromatic protons of 2VP (3 H,
H3) and the signal at 8.2 ppm (1 H, H4) refers to the proton of
2VP-repeating unit next to the nitrogen atom. The composition
of PI and the BCP were calculated from the relative integrals of
H1, H2 and H4, summarized in Table 1.

Microphase separation of PI-b-P2VP and cross-linking reaction
with DIB

For fabrication of PI-b-P2VP films chloroform was chosen as
solvent.36 Films were solvent-cast and solvent-annealed for
several days. Prior to their analysis, the BCP films were freeze-
fractured in liquid nitrogen using a scalpel and a selection of
samples was cross-linked using 1,4 diiodobutane (DIB) vapor
(Experimental section). All polymer films were about 1 mm in
thickness, flexible and non-brittle. Cross-linked films exhibited a
yellow coloration (Fig. S2†). To gain insights into the influence
on the morphology and pore formation, the BCP films derived
from PI28-b-P2VP72

63 were investigated by EDS, ATR-FTIR, SEM
and SAXS before and after cross-linking, as described in the fol-
lowing. In Fig. 2a and b, SEM micrographs of cross-sections of
the untreated film and the DIB-treated film are given. Both films
exhibit PI spheres in a P2VP matrix as a morphology. In DIB-
treated films highly ordered cylindrical domains can be found
close to the edge of the cross-section, which is within 3 μm
below the film surface, as it is shown in Fig. 2d.

Fig. 2e shows the SAXS pattern obtained for PI28-b-P2VP72
63

before DIB treatment. Besides a prominent primary Bragg
peak at ∼0.022 Å−1, several shallow secondary peaks are
present, indicating a well-ordered structure. The SEM images
recorded for the untreated film (Fig. 2a) suggest a spherical
morphology that may be well-ordered. As a qualitative examin-
ation of the peak positions did not allow for an unambiguous
determination of the ordering state, the SAXS pattern was com-
pared with a theoretical model. The positions of the secondary
Bragg peaks at 0.045 and 0.055 Å−1 match those expected for a
body centered cubic (BCC) structure. However, an additional
contribution from disordered spheres is required to satisfac-
torily describe the full scattering pattern. A combination of
BCC and disordered spheres have been observed previously in
BCP morphologies.50–52 Theoretically, the scattering pattern of
such a mixed structure can be described by:

IðqÞ ¼ SBCCðqÞPSðqÞ þ SHSðqÞPSðqÞ þ Ibkg ð1Þ
Here, PS(q) is a sphere form factor with a Gaussian size dis-

tribution that depends on the radius of the spheres, RS, and
the width of the distribution, σ.53 SBCC(q) denotes the structure
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factor describing a BCC paracrystal,54,55 which is a function of
the nearest neighbor distance a. The disordered arrangement
of spheres was described by a hard-sphere structure factor,
SHS(q).

56 It is defined by the hard sphere radius, RHS, i.e., half
of the center-to-center distance between the spheres. Ibkg
accounts for background scattering.

The model captures all features of the scattering curve,
which suggest that it qualitatively describes the structure of
the sample. The analysis yields a sphere radius of 11–12 nm,
and a nearest neighbor distance between spheres of 32–36 nm,
which is in good agreement with the results from SEM. Slight
deviations between the model and the scattering pattern point

to small quantitative differences or the presence of minor
amounts of additional structures that are not considered by
the model.

Fig. 2f compares the scattering patterns of PI28-b-P2VP72
63

before and after DIB treatment. The overall appearance of both
scattering patterns is very similar, which implies that the DIB
treatment did not lead to morphology changes in the sample.
In comparison to the untreated sample, the DIB-treated sample
has slightly broader Bragg peaks, which indicates a weaker
long-range order. Furthermore, no signs of hexagonally packed
cylinders (HPC), as observed by SEM (Fig. 2d), were found by
SAXS. Therefore, this is most likely a surface effect only.

Fig. 1 Exemplary characterization of PI28-b-P2VP72
63 using (a) SEC to determine relative molar masses (vs. PS-standard) and molar mass distri-

butions, (b) thermograms by DSC measurements to determine glass transition temperatures, and (c) 1H NMR spectrum in CDCl3 to determine chemi-
cal composition of BCP and microstructure composition of polyisoprene moieties. For evaluated data see Table 1.

Table 1 Molar masses M, dispersity values Đ, block segment content (molar content, mol%) and volume content of PI ΦPI and Tg of the synthesized
polymers

Polymer MSEC Đc mol%1,4-PI
d mol%PI

e ΦPI
f Tg, PI

g Tg, P2VP
g

PI 12 500a 1.11 93
PI28-b-P2VP72

63 62 501b 1.08 28 24 −77 92
PI 95
PI35-b-P2VP65

186 185 720b 1.15 35 31 −78 99

aMolar mass Mn in g mol−1 determined by SEC (PS standards, THF). bMolar mass Mw in g mol−1 determined by MALLS in SEC in THF. cĐ
values determined by SEC (PS standards, THF). dMolar fractions of 1,4-PI microstructure in PI-segment in % determined from 1H NMR. eMolar
fractions of PI segments in BCP in % calculated using molar fractions determined from 1H NMR (see Fig. 1). f Volume fractions of PI segments in
% estimated from weight fractions using polymer densities (0.903 g cm−3 for PI48 and 1.153 g cm−3 for P2VP49). g Tg in °C determined by DSC
measurement.
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According to common microphase separation theory,
volume fractions of PI between 21 and 31% in a PI-b-P2VP BCP
(Table 1) should result in a morphology composed of PI cylin-
ders in a P2VP matrix.32,33 When operating at BCP compo-
sitions close to phase transition, film casting conditions can
cause changes in the observed morphology. The microphase
separation is influenced by many factors, most importantly
solvent selectivity, the presence of traces of water or underlying
substrates like glass or paper.35 The sample shown in Fig. 2

clearly exhibits a spherical morphology. The deviation indi-
cates that the P2VP phase is favored during casting and
annealing process. As stated in the introduction, solubility
parameters are essential when considering a solvent for a film
casting process. Chloroform featuring a Hildebrandt and
Hansen total solubility parameter of δT = 19.0 MPa0.5 can be
considered as non-selective solvent. TGA of the polymer,
however, exhibit mass losses of 10 wt% between 90 °C and
160 °C, which can be attributed to some water content (see

Fig. 2 Morphological analysis of films derived from PI28-b-P2VP72
63. (a) Cross-sectional SEM images of untreated bulk polymer, (b) cross-sectional

SEM images of DIB-crosslinked bulk polymer, (c) area within 2 μm from surface of bulk morphology of DIB-crosslinked PI28-b-P2VP72
63 and (d) over-

view image of the border area. (e) SAXS pattern of untreated PI28-b-P2VP72
63 bulk polymer. The lines are the calculated theoretical model given by

eqn (1) (grey) and its individual contributions from a BCC paracrystal (red) and disordered spheres (blue). (f ) Untreated PI28-b-P2VP72
63 bulk polymer

compared to DIB stabilized sample.
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Fig. S3†). However, polvinylpyridines feature polar and hydro-
philic moieties that can adsorb water.57 To remove the bound
water elevated temperatures are necessary, which can cause
degrading or crosslinking processes in the polymer. We there-
fore avoided extensive drying procedures. In BCPs featuring a
polar and hydrophilic segment those traces of water can shift
the equilibrium morphology significantly,33,35 and according
to analytical data this is the case in the present work. It is
assumed that morphological changes occurred at the surface
because of the DIB-mediated cross-linking reaction leading to
a cylindrical morphology. Therefore, the cross-linking pro-
cedure was investigated in more detail and will be discussed
further.

In literature, effective DIB-crosslinking is only described in
films with a thickness below 60 μm,41,42 in solution,16 or in
highly porous systems.58 In the present study, BCP films with
a thickness up to 1 mm were used. It is assumed that cross-
linking protocols could only affect the film’s surface, because
DIB is considered a bulky molecule with heavy iodide atoms
that is introduced via vapor phase at atmospheric pressure.
During the cross-linking procedure, iodide was incorporated
into the polymer (chemical structure see Scheme S1†) and
therefore EDS-data should give information on the locations
of cross-linking reactions. In Fig. 3 cross-sectional SEM
images of bulk sample PI28-b-P2VP72

63, EDS-point-spectra and
locations thereof are shown. Additionally, EDS-mapping of

iodine in the cross-section is displayed with relative iodine
concentration depicted as red dots. In locations c and d more
iodine was found than in location e (Fig. 3c: 9.6 at% N and
2.4 at% I; Fig. 3d: 10.2 at% N and 1.8 at% I; Fig. 3e: 9.6 at%
N and 0.4 at% I) and further away from the surface (Fig. 3f)
no iodine could be detected. Mean values and standard
deviations of these measurements can be found in the ESI
(Table S1†), as well as a plot of iodine concentration in
dependence of the distance from the surface (Fig. S4†).
Considering the EDS-mapping (Fig. 3b) as well as the plot
(Fig. S4†) it is self-evident that there is a gradient from higher
iodine concentrations of 2 at% within 3 µm from the surface
to no iodine content at 25 µm perpendicular to the surface,
which can be directly correlated to the cross-linking density.
Using the atomic ratios of iodine and nitrogen it can be esti-
mated that within 3 µm from the surface (locations c and d)
25% of vinylpyridine units were quaternized with DIB and
therefore covalently cross-linked (details and calculation in
Table S2†).

Locations c and d cover the area in which a cylindrical mor-
phology is observed, as visible in Fig. 2. At spots e and f
(8–10 μm and 25 μm from surface, respectively) solely spherical
morphology is found. As a result, it can be stated that cross-
linking is highly efficient in surface-near areas, considering
the protocol used. There are two possible mechanisms for the
morphological change at the surface: due to the change in

Fig. 3 EDS data collected on bulk sample PI28-b-P2VP72
63 after stabilization with DIB. (a) Cross-sectional SEM image, wherein the locations of

exemplary EDS point spectra (c–e) are marked. (b) EDS mapping, wherein the location of an exemplary spectrum is shown in (f ). The density of red
dots refers to relative amount of iodine atoms.
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chemical structure, the Flory–Huggins interaction parameter χ
was changed by increasing the polarity of the 2VP moieties.
Also, the volume fraction of the P2VP domains was affected by
cross-linking. Moreover, DIB is expected to additionally soften
the P2VP-phase during cross-linking and therefore enabling
the rearrangement from spheres to cylinders. As a conclusion
to these findings, the shift in morphology from spheres to
cylinders in surface-near areas can be attributed to the reac-
tion of the polymer with DIB, while the spherical morphology
in the bulk state is preserved.

The untreated and cross-linked BCP films were furthermore
analyzed by ATR-FTIR spectroscopy in order to detect charac-
teristic changes within the chemical structure attributed to the
reaction of pyridinic moieties with DIB. The corresponding
chemical structure is given in the ESI (Scheme S1†). Peaks
found at 1589 and 1567 cm−1 can be attributed to vibrations of
pyridine rings and peaks at 1472 and 1433 cm−1 correspond to
CH2-deformation vibrations of the polymer backbone.
Therefore, these two double-peaks are characteristic signals for
P2VP and are explicitly shown in Fig. 4b (partial spectrum
Fig. 4a, PI28-b-P2VP72

63, blue). The peak at 743 cm−1 (domi-
nant signal, Fig. 4a) corresponds to aromatic C–H bonds.
Changes after crosslinking with DIB are dominant in trans-
mission spectrum at 1626 cm−1, 1509 cm−1 and 1450 cm−1

(Fig. 4b, PI28-b-P2VP72
63 + DIB, gray curve). The two additional

transmission peaks at 1626 and 1509 cm−1 are known to be
characteristic for quaternized pyridium,41,57,59 whereas the
signal at 1450 cm−1 can be attributed to additional CH2-
groups that were introduced with the cross-linking agent.59 As
a result, the iodine found in EDS measurements can be associ-
ated with quaternized pyridinium moieties.

As a conclusion, the BCP in the bulk state self-assembled to
a mixture of BCC and non-ordered spheres, whereas cross-
linking with DIB shifted the morphology to cylinders in
surface-near areas. As a next step, bulk samples were treated
with ozone and the resulting materials were further investi-

gated and will be discussed with respect to morphology and
pore sizes.

Removal of PI domains by ozonolysis in the bulk material

In order to study the PI degradation in PI-b-P2VP BCPs,
samples were treated with ozone. Here, a short treatment dur-
ation (10 min) and long treatment duration (90 min) were com-
pared and the effect of cross-linking on microphase separation
and pore formation was examined (Experimental section). The
double bonds of the PI segments were cleaved by ozone and
corresponding degradation products were removed during the
washing procedure. Heptane is a non-solvent for the two block
segments and the solvent properties of water regarding P2VP
are pH-dependent. In general, P2VP and its solubility is very
sensitive to the pH value. For pH ≥4.9, the polymer is partially
soluble in water, and below this value, the good solvent con-
dition is reached.7,60,61 Deionized water with a pH value of 5–7
was used for the rinsing steps. Therefore, the P2VP segments
were not dissolved. It is noticed that after the introduction of
charges by application of the DIB-mediated cross-linking pro-
tocols, swelling of the surface-near domains can occur.
Nevertheless, a dissolution of the porous structure was
impeded by the covalent linkages and no significant effect on
the bulk morphology was observed after conversion into a
mesoporous structure.

For pore analysis, cross-sections were investigated by SEM,
AFM and SAXS as obtained by freeze-fracturing of the BCP
films. Bulk samples derived from PI28-b-P2VP72

63 (termed B,
numbers: duration of ozone-treatment in minutes) and DIB-
stabilized bulk samples (termed Bs, numbers: duration of
ozone-treatment in minutes) exhibited spherical pores with
diameters between 15 and 18 nm according to SEM images
and between 11 and 12 nm according to AFM measurements.

In Fig. 5, the topographies of the samples B90, Bs90, B10
and Bs10b are shown (for Bs10a see Fig. S5†). Fig. 5a–d show
the aforementioned spherical pores derived from ozonolytic

Fig. 4 Analysis of untreated film (PI28-b-P2VP72
63, blue) and DIB-crosslinked film (gray) by ATR-FTIR transmission spectra. (a) overview, whole spec-

trum, (b) partial spectrum with changes in P2VP signals.
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degradation of former PI domains with pore diameters
inscribed. Close to the surface (Fig. 5e and f) the highly
ordered cylindrical domains were retained and converted to
hollow cylinders in a P2VP matrix. Diameters were determined
using a visual image evaluation program (ImageJ) to measure
130 to 200 pores of the images shown in Fig. 5 and Fig. S5,†
corresponding statistics are compiled in Table 2. The samples
exhibit pore sizes between 15 and 18 nm, which is within the
error values (±3) and therefore, no changes regarding the mor-
phology with respect to varying ozonolysis protocols could be

observed. However, sphere diameters determined from cross-
sectional topography are assumed to be statistically distribu-
ted, since spheres will unlikely be exactly cut into two halves.
All investigated film samples featuring a thickness of 1 mm
revealed pores throughout the entire cross-sections.

AFM imaging revealed a porous surface structure for all
samples (Bs90, B10, Bs10a and Bs10b, see Fig. 6), wherein the
pore size is characterized by the maximum inscribed radius rm
(see Table 2). As can be concluded from the height scale of
Fig. 6b and d, Bs10b shows a flatter and more homogeneous

Fig. 5 SEM images (mean pore diameters are indicated at the top right) of cross-sections of bulk polymer from PI28-b-P2VP72
63 after ozone treat-

ment. (a) non-stabilized and ozone treated (90 min) sample B90, (b) DIB-stabilized and ozone treated (90 min) sample Bs90, (c) non-stabilized and
ozone treated (10 min) sample B10, (d) DIB-stabilized and ozone treated (10 min) sample Bs10b in the middle of the cross-section, (e) same sample
Bs10b at the edge of the cross-section (near-surface area) and (f ) overview thereof.
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surface than B10. The pore sizes of øB̅10 = (11.1 ± 1.4) nm and
øB̅s10b = (12.4 ± 2.2) nm do not differ much. Bs10a was stabil-
ized and underwent an ozonolysis for 10 minutes and also
shows a similar pore size as B10 (øB̅s10a = (10.6 ± 0.9) nm). At
the same time, with an ozonolysis for a longer time duration
leads to a similar pore size of øB̅s90 = (10.7 ± 0.9) nm. The dia-
meters of the pores of all samples from AFM data are smaller
than those from SEM data, which could arise from cantilever
tip broadening.62 In summary, the morphology is retained for
stabilization with DIB and ozonolysis. An overview of samples
examined in this chapter and results from SEM and AFM are
compiled in Table 2.

Table 2 Summarized treatment parameters, determined pore-sizes
from SEM and AFM images and for bulk samples from PI28-b-P2VP72

63

Sample Stabilizeda tb/min Pore-ø SEMc/nm Pore-ø AFMd/nm

B90 No 90 15 ± 3 —
Bs90 Yes 90 18 ± 3 10.7 ± 0.9
B10 No 10 17 ± 2 11.1 ± 1.4
Bs10ae Yes 10 15 ± 2 10.6 ± 0.9
Bs10b Yes 10 16 ± 3 12.4 ± 2.2

a 24 h treatment with DIB vapor. b Time span of ozone treatment.
cMeasured visually using Image-J on at least 132 pores. dObtained
from AFM image processed with Gwyddion Free SPM analysis software
as twice the maximum inscribed radius rm (Fig. 6). e This sample was
not washed with water.

Fig. 6 AFM images (left, in copper), AFM images masked pores (middle, in green) and the respective histograms (right) of the maximum inscribed
radius rm with a Gaussian fit (red curve) of each sample: (a) Bs90, (b) B10, (c) Bs10a and (d) Bs10b. All AFM images were obtained in air at 25 °C.
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SAXS measurements of the samples B90, B10, Bs90 and
Bs10 are shown in Fig. 7 in comparison to corresponding
samples before ozone treatment. The non-stabilized bulk-
sample and resulting porous materials (Fig. 7a) are compared
to stabilized bulk-sample and resulting porous materials
(Fig. 7b). All samples exhibit the same characteristic peaks as
well as the same overall appearance as the non-treated sample.
Therefore, SAXS confirms the results from SEM and AFM.

Besides morphological and topographical analysis, conver-
sion of functional groups was investigated by ATR-FTIR spec-
troscopy (Fig. S6†). The 2VP moieties stayed intact and are
clearly detectible at 1587 and 1433 cm−1, as well as the charac-
teristic peaks for pyridinium after DIB-crosslinking at 1626
and 1509 cm−1. After ozone treatment another signal occurs at
1729 cm−1, which corresponds to CvO valence vibrations of
carboxylic acids, aldehydes and ketones. That results from ozo-
nolytic degradation of double bonds. Carboxylic derivatives are
predominantly extracted from the pores by water, as can be
seen in additional ATR-FTIR measurements shown in the ESI
(Fig. S7†).

All experiments presented so far led to P2VP bulk material
with hollow spheres, wherein the sphere sizes seemed to be
independent of the ozone-treatment duration. Stabilizing the
sample with DIB had no influence on the obtained mor-
phology. Degradation of the PI in a sphere morphology still
indicated a good diffusion of gases and degraded products of
the PI segment through the P2VP matrix, while it retained its
morphology. That underlines a high chemical stability of
P2VP. Analysis of DIB-stabilized bulk samples indicated that
accessibility and material transport can be an issue, since the
penetration of the stabilizing agent is detectable for only a few
micrometers. As long as the bulk substrates were relatively
thick, stabilization was not necessary. To further highlight the
application of the herein investigated ozone treatment and
cross-linking protocols, these findings will be applied to a

composite material consisting of cellulose fibers and amphi-
philic BCP in order to gain access to a porous coating on a sus-
tainable material.

PI-b-P2VP coatings on cellulose substrate and removal of PI
domains

Within the next step, a BCP with a higher PI content was
coated on cellulose fiber substrate as a model for more
complex structures for tailored material and liquid transport.
The composite materials were generated using commercially
available cellulose-based filter discs (Munktell grade 3hw),
which were infiltrated with a BCP solution. For this purpose,
the polymer PI35-b-P2VP65

186 was dissolved in chloroform and
the paper was coated in a procedure similar to the vertical
deposition method (Experimental section).63,64 In this pro-
cedure the interaction between the amphiphilic BCP and the
cellulose fiber surface relies only on physical interactions such
as hydrogen-bonding due to the presence of pyridinic moieties
in the polymer and hydroxyl moieties at the cellulose fibers’
surface.35 Cross-linking with 1,4-diiodobutane and ozonolysis
experiment were conducted in an analogous manner to the
procedure used for the bulk BCP samples. The coated cellulose
substrates as well as the ozone-treated substrates were exam-
ined using SEM, EDS, ATR-FTIR spectroscopy and WCA
measurements.

SEM analysis of untreated composite materials reveals that
the paper-fibers are fully covered with polymer, as can be con-
cluded from Fig. 8a and b, while the macroporous fiber-struc-
ture is retained (Fig. S8†). SEM images of untreated filter
paper and overview images can be found in the ESI in Fig. S8
and S9.† When examining higher magnifications, BCP micro-
phase separation can be observed, while the structure varies
between lamellar structure or lying cylinders (Fig. S11a†)
and spheres or standing cylinders (Fig. S11b†). In Fig. S11b,†
few single spheres or standing cylinders are open, which

Fig. 7 SAXS of bulk polymer PI28-b-P2VP72
63 before and after ozone treatment. (a) non-stabilized (PI28-b-P2VP72

63) and ozone treated samples B90
and B10. (b) DIB-stabilized (+DIB) and ozone treated samples Bs90 and Bs10b.
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may be due to sample preparation or air inclusions inside
the film, while major parts of the BCP represent a closed
polymer film.

The as-prepared composite materials were treated with
ozone for 10 minutes (Experimental section). While for the
DIB-stabilized sample a dense polymer coating is retained
(Cs10, Fig. 8c and d), the coating is mostly washed off in the
non-stabilized sample while the remaining structure of the
polymer matrix is mostly collapsed (C10, Fig. 8e and f).
Consequently, cross-linking had a major influence on the

samples’ stability when treating polymer-coated filter papers
with ozone for only 10 minutes.

SEM images of the cross-sections of the untreated polymer-
coating on cellulose substrates are shown in Fig. 9a and b.
Fig. 9a gives indication on the microstructure of the cross-
section of the coating. The thickness of the polymer layer
varies between roughly 0.5 and 5 μm, as can be seen by com-
paring Fig. 9a and b. In Fig. 9b and c the border area between
polymer and fiber is highlighted with arrows indicating the
direction of the fibers. More SEM images of the cross-sections

Fig. 8 SEM analysis of (a and b) the surface of untreated and (c–f ) ozone treated composite material using PI35-b-P2VP65
186 on Munktell cellulose-

based filter discs with increasing magnifications. (c) and (d) show the surfaces of the ozone-treated sample Cs10 (DIB-stabilized), (e) and (f ) show
surfaces of sample C10 (not stabilized).

Paper Polymer Chemistry

4040 | Polym. Chem., 2022, 13, 4028–4046 This journal is © The Royal Society of Chemistry 2022

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

4 
Ju

ne
 2

02
2.

 D
ow

nl
oa

de
d 

on
 3

/2
6/

20
26

 3
:1

7:
06

 P
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n 

3.
0 

U
np

or
te

d 
L

ic
en

ce
.

View Article Online

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d2py00562j


Fig. 9 SEM analysis of the (a and b) cross-sections of untreated and (c and d) ozone treated composite material (sample Cs10) using PI35-b-
P2VP65

186 on Munktell cellulose-based filter discs. Blue arrows indicate cellulose fibers.

Fig. 10 EDS data collected on composite sample made of PI35-b-P2VP65
186 on cellulose substrate via vertical deposition after stabilization with

DIB. (a and b) Cross-sectional SEM images and exemplary locations of EDS point spectra (c–f ) are marked.
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along with overview images can be found in the ESI in
Fig. S12.† After 10 minutes of ozone treatment of sample Cs10
(Fig. 9c and d), a porous structure can be found. In particular,
in Fig. 9d highly ordered domains of hexagonal hollow cylin-
ders are visible, which is in agreement with the molar compo-
sition, i.e., PI content of 35% (see Table 1), according to BCP
microphase separation theory. A combination of smaller and
larger pore sizes on the nanometer scale could be observed in
Fig. 9d, while the larger pores were already visible in the
untreated samples (Fig. 9b and S11b†).

While in bulk non-stabilized samples could be treated with
ozone for up to 90 min and were still intact (sample B90), non-
stabilized coatings collapse already after 10 min of ozone treat-
ment. To the contrary in DIB-stabilized samples (Cs10) highly
meso- and macroporous composite materials could be
obtained. It is assumed that the major difference between the
two materials lies in the reduced film thickness while macro-
pores are added. Meanwhile, the surface area increases and
the effect of cross-linking with DIB is noticeable. EDS measure-

ments were conducted on cross-sections of the cellulose com-
posite material before treatment with ozone in order to investi-
gate the limitation of cross-linking. In Fig. 10 exemplary EDS-
point spectra are shown that were randomly collected in poly-
meric layers throughout the cross-section. It is noticeable that
in all collected spectra characteristic emission energies for
iodine can be detected. All locations of data points, mean
values and standard deviations can be found in Fig. S14 and
Table S3.†

As before, the chemical conversions in the process of
coating, stabilizing and degrading PI is validated by ATR-FTIR
measurements. In Fig. 11a and b IR-spectra of the untreated
cellulose fiber substrate and the polymer-coated paper are
shown. Characteristic signals of P2VP (compare to Fig. 4) are
detected and highlighted in the partial spectrum (Fig. 11b). In
Fig. 11c and d, the corresponding spectra of samples C10 and
Cs10 are depicted. It is noticeable that P2VP-signals become
less intensive, but are still clearly visible within both samples.
In the DIB-stabilized sample Cs10 the characteristic signals for

Fig. 11 ATR-FTIR transmission spectra of (a) blank paper and polymer coated paper (PI35-b-P2VP65
186 via vertical deposition), (b) partial spectrum

of polymer signals of (a). (c) polymer-coated paper (PI35-b-P2VP65
186) before and after treating with ozone for 10 min, red curve without DIB-stabi-

lization and blue curve with DIB-stabilization and (d) partial spectrum of polymer signals of (c). All IR-spectra are normalized to the most intensive
peak (paper).
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quaternization of pyridinium are visible as well as the signal
for degrading products of PI (also compare to Fig. S6†). As a
result, the chemical changing during the process of coating,

stabilizing with DIB and PI degradation by ozone in the com-
posite materials was followed and confirmed by ATR-FTIR
measurements.

Fig. 12 Overview of masked areas (in red) for obtaining local RMS roughness in AFM images of sample Bs10b measured in (a) air and (b) in pure
H2O. Photographs of WCA (1 minute) using an acidic buffer solution (pH = 4) on (c) polymer-coated and DIB-stabilized cellulose disc (Θ = 111°) and
(d) corresponding ozone-treated sample Cs10 (Θ = 86°). SEM analysis of (e and f) the surface and (g and h) cross-section of ozone treated and acid-
swollen sample Cs10 after washing and drying.
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The WCA (Θ) is a measure of surface hydrophilicity that is
commonly used for surface characterization, which can give
good indications on chemical transformations at the surface
and their connection to surface properties.46,65 In this work,
static WCA is used to follow the procedure of coating paper
(Θ = 0°) with a polymer, stabilization with DIB and ozonolytic
degradation. Fig. S15a–c† reveals a decrease to smaller contact
angles, i.e., an increase of hydrophilicity: the untreated
polymer coating features a mean-WCA of 114° ± 7°, while
the DIB-stabilized polymer coating exhibits a mean-WCA of
109° ± 7° and the ozone treated sample (Cs10) is most hydro-
philic with a WCA of 102° ± 9°. Mean values and errors
were calculated taking six single values into account (see
Table S4†). The difference between untreated polymer-coating
and DIB-stabilized coating is within the standard deviation
and rather indicates a tendency, while the absence of hydro-
phobic PI domains due to ozonolytic degradation causes a
decrease in WCA.

In this section, it has been shown that a thin BCP-coating
on cellulose substrate could be successfully retained during
ozone treatment, while degrading PI led to spherical and
cylindrical mesopores in a P2VP matrix. These samples fea-
tured only a fraction of the films thickness (∼0.5 to 5 μm) of
the bulk samples investigated before (∼1 mm) and therefore,
cross-linking with DIB became essential for retaining the films
stability.

Stimuli-responsive behavior of porous P2VP films and coatings

Polyvinylpyridines are stimuli-responsive polymers that are
sensitive to aqueous and acidic solutions because they contain
pyridinic moieties which are Lewis bases. When treating poly-
vinylpyridines with aqueous or acidic aqueous solution, swell-
ing can be observed.9,11–13 When applying this to porous
materials, pores can shrink or close while the matrix swells.

The cross-section of sample Bs10b was studied upon its
swelling behavior in aqueous solution by AFM imaging
(Fig. 12b). As a reference, an image of the sample measured in
air at 25 °C is included (Fig. 12a). The root mean square (RMS)
roughness of the whole images (1 × 1 µm2) and more local
areas (100 × 100 nm2, as indicated by the red masks) are calcu-
lated to account for the amount of swelling of the sample
(Table 3). The RMS roughness of the Bs10b surface in H2O
increases due to the swelling of P2VP. Also, the pores appear
even closed, which leads to a lower number of observable
pores (Fig. 12b).

The stimuli-responsiveness of P2VP can also be observed
via surface wettability. Therefore, WCA measurements were

conducted on a polymer-coated and stabilized substrate versus
the corresponding ozone-treated sample Cs10 with an acidic
buffer solution at pH 4 (Fig. 12). After 1 minute, the droplet on
sample Cs10 (Fig. 12d) exhibits a WCA of 86°, while the corres-
ponding sample before ozone-treatment (Fig. 12c) exhibits a
WCA of 111°. Hence, after ozonolytic treatment the wettability
with aqueous acidic solution is increased, which can be attrib-
uted to the absence of the hydrophobic PI. Also, the acidic
WCA of the ozone treated sample is smaller than the aqueous
WCA (86° and 103°, respectively), which indicates that P2VP
moieties in these materials are addressable by pH variations.

AFM images in water revealed that the P2VP matrix swells
and WCA measurements showed that surface properties
respond to change of pH value. In order to evaluate the possi-
bility to use the herein presented cellulose based composite
substrates as stimuli-responsive materials in future studies,
the samples were stored in acid (HClaq., pH = 4.0) for 30 min,
washed, dried and examined by SEM. Fig. 12e–h shows that
the polymer coating is not delaminated from the cellulose
fibers and therefore the macroporous fiber structure of the
cellulose substrate is retained, as can be seen as well in
Fig. S13.† Additionally, small open pores can be seen on the
surface of the polymeric coating. The cylindrical pores
(compare Fig. 12h to Fig. 9d) are less dominant and follow-
ingly changes in matrix structure cannot be excluded.

Conclusion

In this work we report the fabrication of a nanoporous func-
tional polymeric bulk material featuring spherical pores with
diameters below 20 nm. This was achieved by using a BCP-
templated approach in which the BCP contained a sacrificial
block segment that was degraded using ozone. For this
purpose, a PI-b-P2VP BCP featuring high content of 1,4-lin-
kages in the PI-segment (≥93 mol%) and high overall P2VP
content (≥65 mol%) was synthesized via sequential anionic
polymerization. The obtained BCP PI28-b-P2VP72

63 exhibited
spherical morphology in the bulk state, which was confirmed
by SEM and SAXS measurements. Cross-linking of bulk-
samples with DIB was conducted and the chemical conversion
of 2VP moieties was confirmed by ATR-FTIR measurements.
The cross-sections were additionally investigated using
SEM-EDS to confirm the incorporation of iodine. A shift in
morphology to cylinders was observed in locations where
iodine was introduced during cross-linking, which is in the
outer 3 µm of the cross-section. Ozonolytic degradation of PI-
spheres in the bulk sample was then investigated using SEM,
AFM and SAXS. The spherical morphology in the cross-section
and the cylindrical morphology near the surface was retained.
Hollow spheres and cylinders in a P2VP matrix were obtained
throughout the whole cross-section with 1 mm thickness after
only 10 minutes of ozone treatment. This result shows the
potential of the applied concept and the efficiency of ozone
treatment and removal of small molecules. Furthermore, the
block copolymer PI35-b-P2VP65

186 was coated on a cellulose

Table 3 RMS roughness of cross-section under different measuring
conditions

Sample
Measurement
condition

RMS roughness for
the whole scanned
area/nm

RMS roughness
for the masked
area/nm

Bs10b Air 3.5 1.5
H2O 19.1 4.2
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fiber disc in a way that a macroporous fiber structure was
obtained, which was shown in SEM images. Iodine was found
throughout the whole cross-section in EDS spectra and after
ozone treatment hollow cylinders are observed in SEM.
Therefore, in this work the successful fabrication of hierarchi-
cally porous cellulose-based composite materials with BCPs is
introduced. The tailored pore design at the nanometer length
scale and at the cellulose fiber surface can enable the control
over the wettability and functionality paving the way to appli-
cations in the field of sustainable microfluidics, membranes
or sensors.
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