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Borinane-based organoboron catalysts for
alternating copolymerization of CO2 with cyclic
ethers: improved productivity and facile recovery†

Chao Chen, Yves Gnanou * and Xiaoshuang Feng *

The design and synthesis of organoboron catalysts for effective alternating ring-opening copolymeriza-

tion (ROCOP) of CO2 with cyclic ethers are described. Such organoboron catalysts include an ammonium

salt which is connected to a boron center, separated from the ammonium cation by a few carbon–

carbon bonds. The type of boron center whether it was carried by borinane or by 9-BBN, the distance

separating the boron center from the ammonium cation, and the size of the substituents of the cation

were the various parameters considered when assessing the performance of these organoboron catalysts.

Of all the boron-based catalysts, the borinane-based catalyst 5 enabled the copolymerization of CO2 and

epoxides with the highest productivity: 271.5 g of poly(propylenecarbonate) per g of catalyst and 5.7 kg of

poly(cyclohexene carbonate) per g of catalyst, respectively. In addition, 5 could be easily recycled via a

simple precipitation process and also used as a difunctional initiator when combined with a diacid.

Density Functional Theory computation gives a deep insight into the mechanism underlying the bifunc-

tional catalyst-mediated CO2 copolymerization and reveals the importance of the type of boron centers

in the overall performance.

Introduction

With the concept of carbon neutrality gaining momentum,
reducing CO2 emission and developing technologies for its
capture become significant research topics, aiming at achiev-
ing a net-zero carbon emission world. Apart from the catalytic
transformation of CO2 to a C1 source for small molecules, the
direct copolymerization of CO2 with cyclic ethers provides an
effective pathway for the synthesis of polycarbonates and the
transformation of CO2 into valuable materials.1–9 For instance,
the alternating ROCOP of CO2 and propylene oxide (PO)
affords polymeric materials incorporating no less than 43 wt%
of CO2 that can serve as substitutes for polyethers which are
normally generated from fossil resources. Interest in CO2-
based polycarbonates is also spurred by their promising appli-
cations contemplated for materials such as films, coatings,
adhesives, and elastomers.3,10,11 For instance, low molar mass
polycarbonate diols are seen as promising and eco-friendly pre-

cursors for the preparation of polyurethane (PU) which rep-
resents a 22 megaton market.12 Generally, specific catalysts are
necessary for the coupling of CO2 and epoxides towards the selec-
tive synthesis of polycarbonates. The past 50 years have witnessed
the rapid development of metal catalysts for effective ROCOP of
epoxides with CO2 and its terpolymerization with other mono-
mers. Transition metals including Zn,13–16 Fe,17,18 Co,19–28 and
Cr,26,29 main group metals including Mg30,31 and Al,32–34 and
lanthanides including La and Lu,35,36 associated with sophisti-
cated organic ligands, have been designed and shown to success-
fully trigger the CO2 copolymerization with epoxides. Some state-
of-the-art metallic catalysts have demonstrated exceptional activi-
ties by dramatically reducing the activation energy of CO2/
epoxide coupling. Nevertheless, the multi-step synthesis of
specific ligands and the tedious removal of metal residues
(especially for toxic cobalt and chromium catalysts) have been a
challenge for a large scale implementation of ROCOP of CO2 and
epoxides using these metallic catalysts.

For a long time, these metallic systems were the only avail-
able means to efficiently copolymerize CO2 with epoxides
towards polycarbonates. In 2016, our group reported the first
metal-free catalyst based on triethylborane (TEB) associated
with onium salts as an efficient system to copolymerize CO2

with epoxides.37 TEB in such systems plays a double role in
this copolymerization: (1) it forms an “ate complex” with the
growing oxyanion which helps to decrease the nucleophilicity

†Electronic supplementary information (ESI) available: Details for the synthesis
of catalysts, polymerization conditions, and DFT computation. 1H, 13C, and 11B
NMR spectra and GPC characterization data shown in Schemes S1 and S2,
Tables S1 and S2, Fig. S1–S41. See DOI: https://doi.org/10.1039/d2py01161a

Physical Sciences and Engineering Division, King Abdullah University of Science and

Technology (KAUST), Thuwal 23955, Saudi Arabia.

E-mail: yves.gnanou@kaust.edu.sa, fxs101@gmail.com

6312 | Polym. Chem., 2022, 13, 6312–6321 This journal is © The Royal Society of Chemistry 2022

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 0

1 
N

ov
em

be
r 

20
22

. D
ow

nl
oa

de
d 

on
 3

/1
2/

20
26

 1
:3

3:
31

 P
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online
View Journal  | View Issue

http://rsc.li/polymers
http://orcid.org/0000-0001-6253-7856
http://orcid.org/0000-0001-7473-1728
https://doi.org/10.1039/d2py01161a
https://doi.org/10.1039/d2py01161a
http://crossmark.crossref.org/dialog/?doi=10.1039/d2py01161a&domain=pdf&date_stamp=2022-11-15
http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d2py01161a
https://pubs.rsc.org/en/journals/journal/PY
https://pubs.rsc.org/en/journals/journal/PY?issueid=PY013045


of the latter reactive species and thus prevent side reactions38

and (2) it also activates the monomer. Since then, TEB was
widely used not only in the copolymerization of CO2 or COS
with epoxides, but also in the copolymerization of epoxides
with anhydrides, isocyanates, etc.39–45 One advantage associ-
ated with the use of the TEB/onium salt system is the absence
of any metallic residues in the polycarbonates synthesized,
thus making this organic system particularly attractive for the
synthesis of polycarbonates for biomedical applications and
others. Moreover, CO2-based polycarbonates with various
architectures were further designed and synthesized.46–48

When applied to synthesize small molar mass polycarbonates
a high amount of TEB—equivalent to that of the initiator—is
needed, which is a drawback of this TEB/onium salt system.
We thus developed a method to recycle both TEB and onium
salt to make the process of synthesizing polycarbonate polyols
more economic.43 But such a recovery process required two
additional chemicals and high labor costs. Efforts have thus
been made by other groups to limit the use of TEB when copo-
lymerizing CO2 and PO. Using stoichiometric amounts of
trialkylborane and tertiary amine as a Lewis pair, Zhang
et al.39 reported the synthesis of alternating polycarbonate
through zwitterionic chain growth. In this case, a tertiary
amine was incorporated into the poly(propylene carbonate)
chain, and thus, only the borane could be eventually recycled
for further polymerization. Recently, Wu et al.49–52 and Lin
et al.53 reported a series of 9-borabicyclo[3.3.1]nonane (9-BBN)
based bifunctional catalysts for the effective copolymerization
of CO2 with CHO and epichlorohydrin. In the case of a
monomer of industrial relevance such as PO, those catalysts
could regulate the content of carbonate and afford a carbonate
linkage content of 95.2%.54 Based on our experience in boron-
mediated ROCOP of CO2 and PO, we envision that a perfect
alternating carbonate linkage and increased reactivity could be
achieved by fine tuning the steric hindrance and Lewis acidity
of boron centers in such bifunctional systems. Overall, it is
still a challenge to bring about the organocatalytic copolymeri-
zation of CO2 and PO to access perfectly alternating polycarbo-
nates and effective catalyst recovery.

Even though TEB and the organic cation that contributes to
the initiating system can be recycled in high yield, we confirm
that its activity in the ROCOP of CO2 with PO is lower than that
of the state-of-the-art metal catalysts. To further improve the
activity of these boron-based catalytic systems and simplify the
recycling process, we synthesized a series of borinane-based
bifunctional catalysts specifically aimed at the ROCOP of CO2

with cyclic ethers (Scheme 1). It is worthy to note that these
catalysts are oxygen sensitive. Since the steric hindrance
around boron centers and the size of the substituents of the
onium cation are crucial to the copolymerization of CO2 and
PO, we investigated the relationship between the structures of
these catalysts and their catalytic performance. For instance,
the productivity achieved by 5 increased up to 271.5 g of PPC
per g of catalyst. In addition, this borinane-based bifunctional
catalyst showed applicability for a broad range of monomers
including various epoxides and oxetane, resulting in the syn-

thesis of C2 and C3-based polycarbonates. Furthermore, the
same bifunctional catalyst 5 could be easily recycled by the
addition of a diacid followed by a simple filtration procedure.
The catalyst formed was then used to generate polycarbonate
diols through bidirectional ROCOP of CO2 with PO. Density
Functional Theory (DFT) computation revealed the catalytic
pathway and polymerization mechanism. The outstanding
catalytic performance and reusability of such borinane-based
bifunctional catalysts make them viable candidates for the
industrial production of PPC polyols.

Synthesis and characterization of
bifunctional catalysts

Whether they are part of a binary (TEB/onium salts)37 or of a
bifunctional system (this study), the type of organoboranes
plays a crucial role in the ROCOP of CO2 with epoxides. Steric
hindrance around boron centers and the Lewis acidity are two
criteria influencing the overall performance of boron-based
catalysts. For instance, bulky triphenylborane has a higher
Lewis acidity than TEB but is unfit for the ROCOP of PO with
CO2. Another criterion that was shown to influence the activity
of these catalysts is the spatial proximity between boron
centers and the growing active species: we thus endeavored to
construct bifunctional organoboron catalysts that feature the
same steric characteristics as those exhibited by TEB and thus
synthesized the six-membered cyclic borinane. As shown in
Scheme S1,† pure borinane was synthesized via Brown’s
method55 with a yield of up to 95%. Once a small quantity of
borinane was obtained it was used as seeds for amplification:
2 moles of borinane was used for hydroboration of 1 mole of
pentadiene followed by a treatment with 1 mole of borane to
afford 3 moles of borinane without any purification procedure.
The corresponding ammonium salts were synthesized via the
Menshutkin reaction by quaternization of a tertiary amine
with alkenyl bromide (Scheme S2†). Upon hydroboration of
the alkenyl group carried by the above ammonium salts with
borinane, bifunctional catalysts 4 and 5 could be easily pre-
pared in quantitative yield, and the structures of the obtained
catalysts were determined by 1H NMR, 13C NMR, and 11B NMR
spectroscopy (Fig. S16–21†). As for bifunctional catalysts 1–3
fitted with a boron center carried by 9-BBN, they were prepared
using a method derived from the work of Wu.49

The relationship between the catalyst
structure and catalytic performance

In the case of the binary system made of TEB and ammonium
salts, theoretically two moles of TEB are necessary for an
effective ROCOP of CO2 and epoxides resulting in a polymer
with a high content of carbonates. As shown in Table 1 entries
1 and 2, with just one mole ratio of TEB for one mole of
ammonium salt, the linear vs. cyclic carbonate selectivity is
poor. As for bifunctional systems that benefit from the syner-
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Scheme 1 Catalyst mediated CO2 copolymerization with epoxides and oxetane; binary and bifunctional catalysts synthesized and screened in this
work.

Table 1 ROCOP of CO2 and PO using different catalystsa

Entry Cat M : Cat Conv.b (%) Sel.b CO2
b (%) TONc TOFd (h−1) Mn,thero.

e (kg mol−1) Mn,GPC
f (kg mol−1) Đ f

1g TEB/TBACl 100 : 1 99 79 100 100 8.3 8.1 11.1 1.03
2g TEB/TBACl 500 : 1 51 43 100 255 21.3 11.2 10.4 1.06
3 1 100 : 1 99 0 0 100 8.3 — — —
4 1 500 : 1 25 0 0 125 10.4 — — —
5 2 100 : 1 83 79 100 83 6.9 6.7 6.5 1.04
6 2 500 : 1 31 62 100 155 12.9 9.8 7.2 1.16
7 3 100 : 1 77 97 100 77 6.4 7.6 7.1 1.05
8 3 500 : 1 32 95 100 160 13.3 15.5 11.9 1.04
9 4 100 : 1 99 50 100 100 8.3 5.1 6.5 1.04
10 4 500 : 1 45 73 100 225 17.9 16.8 15.2 1.03
11 5 100 : 1 99 99 85 100 8.3 9.5 9.6 1.12
12 5 500 : 1 65 99 100 325 27.1 33.2 27.0 1.05
13h 5 1000 : 1 44 91 100 440 18.3 40.8 36.9 1.13
14i 5 2000 : 1 55 90 100 1100 22.9 101 50.1 1.34

a Polymerizations were run under neat conditions, 10 bar CO2 for 12 h unless specified. b Conversion, polymer selectivity and the ratio of carbon-
ate linkage were determined by 1H NMR. c Turnover number (TON) = moles of epoxides consumed/moles of catalysts. d Turnover frequency (TOF)
= TON/time (h). eDetermined by 1H NMR. fDetermined by GPC in THF using standard PS as calibration. g TBACl : TEB = 1 : 1. h Polymerization
was run for 24 h. i Polymerization was run for 48 h.
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gistic effect present in a unimolecular compound of a boron
center connected to the ammonium cation of the initiating
site, we systematically assessed the influence of their structure
and catalytic performance. A comprehensive study of the effect
of the type of boron, of the spatial proximity between the
boron center and the ammonium cation, and of the size of
cation substituents on the ROCOP of CO2 with PO is thus
carried out (Table 1). Catalyst 1, with its bulky 9-BBN and a
short trimethylene linker between the ammonium cation and
the boron center, actually promoted the formation of cyclic
carbonate (entries 3 and 4, Table 1). Upon extending the linker
length between the boron center and the ammonium cation in
2 the linear vs. cyclic carbonate could dramatically be
improved (entries 5 and 6, Table 1), indicating that the dis-
tance between the boron center and N+ is a key parameter for
the high selectivity of linear polycarbonates. Compared to cata-
lyst 2, catalyst 3 with its bulkier cation N+ due to its larger sub-
stituents gives an even better selectivity (entries 7 and 8,
Table 1) which reveals that the effect of coulombic interaction
between the ammonium cation and the growing anion is also
a key parameter favoring the formation of linear polycarbo-
nates. In an attempt to improve the performance of these
bifunctional catalysts, we decreased the steric hindrance
around the boron center and replaced the bulky 9-BBN with
the newly designed borinane. As expected catalyst 4 with its
less crowded boron center showed higher TOF values (entries
9 and 10, Table 1) than its analogue catalyst 2 but its linear vs.
cyclic carbonate selectivity had to be improved. Observing that
the tetrabutyl substituents of ammonium cation disfavor the
back biting reaction, we then synthesized 5 with borinane as
the boron center. As expected with 5 used as the catalyst both
the polymer selectivity and the overall reactivity were signifi-
cantly improved. The major difference between 3 and 5 can
actually be attributed to the steric hindrance of the boron
center. The distance between Cl− and B is equal to 2.07 Å
(Fig. 1A) in 5 against 2.12 Å in 3 (Fig. 1B). With the synergistic
effect due to borinane, the length of the linker between B and
N+, and the size of the cation substituents, 5 surpasses all
other bifunctional catalysts in productivity when used for the
ROCOP of CO2 with PO. As shown in Fig. 1C, catalyst 5 affords
the highest productivity (271.5 g PPC per g 5) for the prepa-
ration of PPC over other organocatalysts when compared under

the same N+ to B ratio (Table S1†); the high productivity exhibi-
ted by 5 in the alternating ROCOP of CO2 and PO translates a
higher atom utilization of 5.

Kinetic study

To gain a deeper insight into the ROCOP of CO2 and PO, the
in situ FT-IR technique was used to monitor the course of
copolymerization mediated by 5. As shown in Fig. 2A, the
region of 1750 cm−1 attributed to the CvO stretching vibration
shows the formation of polycarbonate as a function of time.
The absence of infrared absorption around 1800 cm−1 attribu-
ted to cyclic carbonate confirms the high selectivity of the
ROCOP of CO2 with PO using 5 as a catalyst. By plotting ln
([PO]0/[PO]) data obtained by IR vs. time (Fig. 2B) a rate con-
stant, reflecting the consumption of both PO and CO2, could
be deduced as kobs: 9.0 × 10−4 s−1 at 60 °C. To further under-
stand the copolymerization process, an experiment monitoring
the increase of molar mass with time was further performed
using 5 as a catalyst with PO : 5 = 500 : 1. The Mn of PPC
increased linearly with PO conversion (Fig. S22†) suggesting
the living character of PO/CO2 copolymerization mediated by
5. In all cases, the obtained PPC showed unimodal SEC peaks
and narrow distribution with Đ < 1.1 (Table S2 and Fig. S23†).
In addition, a well-defined block copolymer PPC-b-PCHC
(Fig. 2C and Fig. S24, S25†) could be obtained by chain exten-
sion of PPC with CHO that further confirms the livingness of
the ROCOP in the presence of catalyst 5. Notably, 1H NMR of
the resulting PPC showed the integrals of CH, CH2, and CH3 at
5.0, 4.2, and 1.3 ppm with ratios of 1 : 2 : 3, demonstrating the
alternating structure of the obtained PPC (Fig. S26†). As shown
in Fig. 2D, the matrix-assisted laser desorption ionization
time-of-flight (MALDI-TOF) mass spectrometry further con-
firms the perfect alternating structure of PPC. Moreover,
unlike the case of bromide initiated copolymerization of epi-
chlorohydrin and CO2 which exhibits α-alkylene, ω-OH
chains,50 the chloride bearing catalyst 5 afforded solely
α-chloride, ω-OH ended PPC copolymer chains confirming the
absence of any side reactions. The other advantage of catalyst
5 over metal catalysts is that it gives achromatous polycarbo-
nates (Fig. S27†) without metallic residues.

Fig. 1 DFT computation optimized structures of (A) catalyst 5 and (B) catalyst 3. (C) The productivity of PPC obtained using different catalysts.
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Monomer scope

The success of 5-catalyzed alternating ROCOP of CO2 and PO
prompted us to explore its catalytic performance with respect
to other epoxides and even a four-membered cyclic ether
(Table 2). In the case of CHO, its copolymerization with CO2 in
the presence of 5 afforded well-defined PCHC with a molar
mass of up to 160 kg mol−1. Moreover, upon further reducing
the loading of 5 a TON value of 15 000 (entry 3, Table 2) could
be obtained which means that one gram of 5 produced at least

5.7 kg of PCHC. To the best of our knowledge, a productivity of
5.7 kg of PCHC per g of catalyst establishes a new record value
compared to both organocatalysts and metallic catalysts
reported so far. In the case of long-chain substituted epoxides,
namely butyl oxide (BO) and octene oxide (OO), they exhibited
comparable TOF values to the ones measured for PO, indicat-
ing a very similar rate of copolymerization in the presence of 5.
In contrast, the ROCOP of unsubstituted epoxide, EO, with
CO2 gives a TOF value 2 times higher than that of PO (entry 4,
Table 2). Not surprisingly, the polymerization rate of allyl glyci-

Fig. 2 (A) In situ FTIR surface image monitoring the formation of polycarbonate (1750 cm−1). (B) The plot of ln([PO]0/[PO]) versus time under the
polymerization conditions: PO : 5 = 100 : 1, CO2 10 Bar, and 60 °C. (C) DOSY NMR of the PPC-b-PCHC block copolymer. (D) MALDI-TOF MS of the
polycarbonate obtained in the presence of catalyst 5.

Table 2 ROCOP of CO2 and various cyclic ethers in the presence of catalyst 5a

Entry M M : Cat T (°C) Time (h) Conv.b (%) Sel.b CO2
b (%) TONc TOFd (h−1) Mn,GPC

e (kg mol−1) Đe

1 CHO 5000 : 1 80 12 98 99 100 4900 408 159.7 1.40
2 CHO 10 000 : 1 80 12 36 99 100 3600 300 59.9 1.18
3 CHO 20 000 : 1 120 24 75 99 100 15 000 625 80.8 1.25
4 EO 1000 : 1 40 12 95 99 100 950 79 43.9 1.10
5 BO 500 : 1 60 18 82 98 100 410 23 29.2 1.08
6 OO 500 : 1 60 18 76 95 100 380 21 41.5 1.06
7 AGE 500 : 1 60 12 42 90 100 210 18 7.2 1.16
8 Oxetane 50 : 1 90 12 98 85 85 49 4.1 4.5 1.25
9 Oxetane 150 : 1 90 12 95 70 93 143 11.9 9.3 1.27
10 Oxetane 250 : 1 60 24 87 90 97 218 9.1 16.1 1.23

a Polymerizations were run under neat conditions, 10 bar CO2 for 12 h unless specified. b Conversion, polymer selectivity and the ratio of carbon-
ate linkage were determined by 1H NMR. c Turnover number (TON) = moles of epoxides consumed/moles of catalysts. Turnover frequency (TOF) =
TON/time (h). dDetermined by 1H NMR. eDetermined by GPC in THF using standard PS as calibration.
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dyl ether (AGE) was slower compared to that of PO which
might be caused by the interaction of the double bond carried
by AGE with the boron centers of 5. In addition to the C2 poly-
carbonate, the direct copolymerization of oxetane with CO2

was also successfully carried out, resulting in the formation of
the C3 polycarbonate. The state-of-the-art metallic catalysts
were shown to produce poly(oxetane carbonate) with a molar
mass lower than 15 kg mol−1 (ref. 56) and in the case of TEB57

associated with a specific ammonium salt the molar mass was
lower than 10 kg mol−1. Due to the low ring strain, the ROCOP
of CO2 and oxetane is a challenge. Interestingly, 5 enabled an
efficient ROCOP of CO2 and oxetane giving rise to poly(oxetane
carbonate) with a molar mass of up to 16.1 kg mol−1 and
narrow molar mass distribution (entry 10, Table 2). In all
cases, the obtained polycarbonates showed alternating struc-
tures (Fig. S28–32†). Overall, 5 exhibits its ability as a universal
and high performance catalyst for the ROCOP of CO2 and
cyclic ethers.

Catalyst recycling and synthesis of
polycarbonate diols

The formation of the “ate complex” is crucial in the TEB
mediated ROCOP of CO2 and epoxides. On the one hand, the
“ate complex” decreases the nucleophilicity of growing oxya-
nions and prevents the occurrence of intramolecular back
biting reactions. On the other hand, an excess of TEB is
necessary to activate epoxides and favor propagation. Based on
the considerations two or more mole ratios of TEB (versus
initiator) were normally used for an effective copolymerization
of CO2 with epoxides. In the latter case, utilizing protonic
acids to protonate and thus terminate the living chains, in
order to release TEB from the “ate complex” and recycle it, was
not possible because acids can not only terminate the polymer
chains but also react with free TEB. To effectively reuse TEB
our group developed a recovery procedure with no less than 7
steps (Fig. S34†) to recycle >95% of TEB and the initiator
(ammonium salt).43 In sharp contrast, the bifunctional catalyst
5 carries exactly one boron for one growing chain initiated by
Cl− which means there is no free boron apart from the one
involved in the growing “ate complex”. Hence, we hypothesized
that upon deactivating the growing chains with a protonic acid
a carboxylate salt could be formed and isolated by precipi-
tation in a suitable solvent such as toluene, which is a good
solvent for the copolymer and a non-solvent for the formed
carboxylate salt. In the case of the bifunctional catalyst 5, the
recovery procedure was extremely simple and could be realized
in two steps (Fig. 3A). Furthermore, using a dicarboxylic acid
as the deactivating agent a difunctional catalyst 6 could be iso-
lated and further used to generate polycarbonate telechelics
fitted with terminal hydroxyl groups. 1H (Fig. 2B and
Fig. S35†), 13C (Fig. S36†) and 11B (Fig. S37†) NMR characteriz-
ation studies confirm the structure of the recycled difunctional
catalyst 6. Thanks to a very simple recovery process, 5 could be
reused for at least 5 times with merely <5% loss for each recov-

ery (Fig. 3C). Accordingly, the molar mass of the resulting PPC
polymers slightly increased (Fig. S38†) due to minor loss of 5
during recycling. Nevertheless, the MALDI-TOF results demon-
strate the high chain end fidelity of both hetero-functionalized
α-Cl,ω-OH PPC (Fig. S39†) and α-, ω-OH PPC diol (Fig. 3D) cata-
lyzed by 6.

DFT computation assisted mechanism
study

Based on our experience of TEB mediated ROCOP of CO2 and
PO, the proposed mechanism occurring in the presence of 5 is
depicted in Fig. 4. At the initial state, the chloride anion (Cl−)
is stabilized by coordination with its boron center and through
coulombic interaction with N+. In step I, upon addition of PO
the interaction between boron and Cl− is disrupted and the
oxygen atom of PO interacts directly with the borinane entity.
This activation subsequently induced the ring-opening of PO
via a nucleophilic attack of Cl− to methine carbon of PO.
Because of the strong nucleophilicity of the newly formed
alkoxyl anion, CO2 can easily be inserted into the boron–oxya-
nion coordination bond (step III). Step IV corresponds to the
activation of another PO monomer at the expense of the
boron–oxyanion “ate complex” followed by its ring-opening by
the carbonate anion. Whether the boron center is carried by
9-BBN or the borinane the overall mechanism underlying the
ROCOP of CO2 is essentially the same. To gain a deeper
insight into the mechanism of such a ROCOP of CO2 with PO
mediated by the bifunctional catalyst 5 and understand the
influence of the boron center on the copolymerization process,
quantum calculations with DFT were performed (Fig. 5, S40,
and S41†). When comparing catalysts 5 and 3, a minute differ-
ence in energy barrier is observed for the transition state TS1
which indicates that the ring-opening of PO is more favorable
with 5 (15.5 kcal mol−1) than that with 3 (16 kcal mol−1).
However, 5 formed a more stable intermediate (INT2) with the
growing alkoxy anion because of a stronger coordination of the
latter to the boron center, due to the less steric hindrance of
borinane. The insertion of CO2 for both types of catalysts exhi-
bits a small energy barrier. Once CO2 is inserted into the
boron-alkoxy anion the carbonate anion that is formed coordi-
nates with the boron center (TS2). The bulky 9-BBN-based cata-
lyst 3 faces a considerably higher energy barrier of 20 kcal
mol−1 compared to that of 8.7 kcal mol−1 observed for catalyst
5. Next, the newly formed carbonate anion is then keen to
ring-open PO once the latter gets activated by the boron
center. Our previous study revealed that the nucleophilic
attack of bare PO by the TEB coordinated carbonate anion has
a much higher energy barrier (39.9 kcal mol−1).38 As a conse-
quence, two or more mole ratios of TEB to initiator were gener-
ally necessary for the TEB mediated ROCOP of CO2 and epox-
ides. The synergistic effect resulting from the presence of both
the boron center and the cation of the growing chain in the
same compound lowers the energy barrier of 5 (30.8 kcal
mol−1, INT4–TS3) and 3 (32.2 kcal mol−1) for monomer
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addition in comparison with that observed for one mole TEB
participating in the copolymerization. Typically, the process
(INT4–TS3) which is similar to the initiation step includes the
disassociation of the carbonate anion with the boron center
(INT 5), PO activation (INT 6), and the ring-opening of PO by
the carbonate anion (TS2). The DFT computational study

clearly demonstrates the advantage of using less steric hin-
drance borinane-based bifunctional systems which are more
prone to overcome the energy barrier of the addition of PO by
the carbonate anion; this study also demonstrates the super-
iority of borinane-based bifunctional systems over the bulky
9-BBN based catalyst.45

Fig. 3 (A) Simplified recovery procedure of 5. (B) 1H NMR of the pristine catalyst and the corresponding recycled catalyst. (C) Catalyst recovery
efficiency at different times. (D) MALDI-TOF mass spectrometry of the recycled polycarbonate.

Fig. 4 Proposed mechanism of the catalyst 5 mediated ROCOP of CO2 and PO.
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Conclusions

In summary, we described in this contribution the rational
design and synthesis of a series of bifunctional catalysts that
include either borinane or 9-BBN on the one hand and
ammonium salts on the other in a single molecule. The
relationship between their structure and their catalytic per-
formance was disclosed through systematic CO2 copolymeriza-
tion with epoxides. Thanks to the large size of the cation, less
steric hindrance of borinane compared to bulky 9-BBN, the
appropriate length of the linker connecting boron to cation N+,
and also the synergistic effect due to the presence in a single
compound of a boron center and ammonium salt, 5 was
proven to be an excellent catalyst for the alternating ROCOP of
a broad range of monomers including several epoxides and
oxetane with CO2. The kinetic study demonstrates that CO2-
based copolymerization is living with no side reaction being
detected, establishing 5 as an outstanding catalyst for the syn-
thesis of well-defined polycarbonates. In the presence of 5,
high polycarbonate productivities of 271.5 g g−1 and 5.7 kg g−1

could be achieved for PO and CHO respectively in their copoly-
merization with CO2. Significantly, borinane-based bifunc-
tional catalysts could be recycled several times with a recovery
efficiency of ≥95%. Finally, the DFT computational study pro-
vides a deep understanding of the mechanism and copolymer-
ization process of CO2 with epoxides mediated by such bifunc-

tional catalysts. Overall, the outstanding performance and dra-
matically simplified recovery procedure herald 5 as a very
viable candidate for the industrial preparation of polycarbo-
nate polyols.
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