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High quality epitaxial thin films of the quasi-one dimensional conductor Kg 3sMoOs have been successfully
grown on SrTiO3(100), SrTiO3(110), and SrTiO3(510) substrates via pulsed laser deposition. Scanning
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electron microscopy revealed quasi-one dimensional rod-shaped structures parallel to the substrate

surface, and the crystal structure was verified by using X-ray diffraction. The temperature dependence of
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1 Introduction

Quasi-low-dimensional solids are important materials for both
fundamental research and applied science."” For example,
quasi-one-dimensional organic salts TTF-TCNQ, (TMTTF),X,
etc. are bulk three-dimensional compounds.®* The carrier
motion therein is restricted to two-dimensional atomic layers,
or one-dimensional chains, yet the Coulomb force remains
three-dimensional in character, due to the anisotropy of trans-
fer integrals between different chemical units. This enables
these quasi-low-dimensional solids to be ideal platforms for the
observation of Wigner crystallization.

Among quasi-low-dimensional solids, blue molybdenum
bronze (Ay 3M003, A = K, Rb, Tl) attracted our attention with the
availability of large-sized, high-quality crystals.* Blue molyb-
denum bronzes (BMBs) are known for charge density wave
(CDW) behaviors in which Peierls predicted that the electron
density would show periodic fluctuations by the rearrangement
of the ion cores causes a metal to semiconductor Peierls tran-
sition with transition temperature about 182 K.* BMBs have
monoclinic symmetry with 20 molecular formula per unit cell in
space group C2/m.® The structure of the BMBs is composed of
infinite chains of MoOg octahedra with A cations located at
sharing corners along the monoclinic » direction. The
conductive chain structure not only makes the BMBs good
candidates as CDW materials where the motion of electrons is
restricted to the ¢ axis but also, unlike NbSe; (ref. 7) and TaSs,®
remain unchanged when we modify the interchain interactions.
It is of importance to prepare thin films of quasi-low dimen-
sional BMBs in order to probe the role of film thickness on CDW
behavior. In this paper, we focus on preparing crystalline thin
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the resistivity for the Kg3zMoOs thin films demonstrates a metal-to-semiconductor transition at about
180 K. Highly anisotropic resistivity was also observed for films grown on SrTiOs(510).

films for blue bronze K, ;Mo00; (a = 18.249 A b=75604,c=
9.855 A, § = 117°32' (ref. 6)).

Bulk K, ;M0O; was first synthesized by Wold et al. in 1964 by
electrolytic reduction of K,M00,-M0O; melts under desired
temperature.® Synthesis of nanoscaled crystalline K,;Mo00Os3,
however, remained a hard task. CDW material like NbSe; (ref.
10) and Ta$; (ref. 11) were prepared by chemical vapor transport
method. Takamasa et al. applied this method on BMBs but did
not work. Then they tried hydrothermal method on K, ;M00;
and successfully prepared the nanoribbons of K, ;M00;."> The
crystalline Rby 3Mo00; thin film was prepared by van der Zant
et al. using pulsed laser deposition.'* Dominko et al. applied the
same method on K,3Mo00; and got the thin films of about
100 nm in thickness on Al,05(1102) substrate and SrTiO;(510)
substrate.* However, the resistivity of their thin film is even an
order higher than the least conducting direction of bulk
Ky,.sM00O; and no metal to semiconductor transition is
observed.

In this study, we applied pulsed laser deposition to synthe-
size K,3MoO;z; on SrTiO;(100), SrTiO3(110) and SrTiO;3(510)
substrates, respectively. High-quality crystalline samples about
100 nm in thickness were obtained, and typical temperature
dependence of electrical resistivity indicates the occurrence of
metal to semiconductor transition at about 180 K. The aniso-
tropic electrical resistivity confirms the quasi-one dimensional
nature of the films.

2 Experimental
2.1 Sample preparation

The K, ;Mo00; target for PLD growth was fabricated in a vacuum
furnace, with a mixture of K,O and MoOj; in the molar ratio of
0.15 : 1, calcined at 1500 °C and then pressed into a pellet. The
PLD laser source was a KrF Compex Pro 205F manufactured by
Coherent, operating at a wavelength of 248 nm. The substrates
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were 5 X 5 x 0.5 mm and preprocessed with a plasma cleaner.
The distance between the substrate and the target was set at 65
mm. We found the best quality K, ;M00; thin films were grown
with a 52 mJ pulse energy, corresponding to an energy density of
13 mJ mm 2, and an oxygen pressure of 8 Pa. The temperature
of the substrate was set to 450 °C for SrTiO3(100) substrates and
400 °C for the SrTiO3(110) and SrTiO3(510) substrates. The
frequency of the laser seeming did not affect the quality of the
thin film because the duration of the laser pulse is only 25 ns
which means the plume has enough relaxation time from pulse
to pulse. In this study, we set the laser frequency to 4 Hz in order

to achieve a moderate growing speed of about 5 nm min".

2.2 Characterization

X-ray diffraction (XRD) characterization of the K, 3;MoO; thin
films was performed on a Rigaku Smartlab with Cu-Ka radiation
(45 kv, 200 mA) with a step size of 0.02° and a scan rate of
6° min~'. Scanning electron microscopy (SEM) were recorded
using a HITACHI SU8220 (3-10 kV, 10 pA) with EDS system from
EDAX (15 kV, 10 pA) to analyze the elemental composition of the
samples. Atomic force microscopy (AFM) was used to investi-
gate the surface morphology using an Oxford Instruments MPF-
3D Origin. The linear scanning rate is set to 1 Hz with scan
resolution of 256 sampling points per line. Electrical resistance
was measured using a four-probe method with indium pads
attached to the four corners of the substrate. The electrical
current and voltage relationship obtained by a Keithley 2602B
SourceMeter with Lab Tracer software. The probe current was
set to 10~ * A and the voltage measured to get the resistance. The
SourceMeter is connected with Linkam temperature control
stage with liquid nitrogen as cooling source. With this stage, the
temperature dependence of the electrical resistance can be
measured in a range from 350 K to 90 K.

3 Results and discussion
3.1 Composition and film morphology

Energy dispersive spectroscopy (EDS) analysis shows that the
K : Mo ratio in the films is 0.3 : 1 within an accuracy of 5%,
therefore the stoichiometry of our samples for further investi-
gation below can be taken as K, 3M00O;3.

Fig. 1 presents the XRD patterns for K,3Mo0; films grown
on SrTiO;(100) substrate (red, top), SrTiO; (110) substrate (blue,
middle) and SrTiO;(510) substrate (black, bottom), respectively.
In all cases, four peaks at 10.93°, 21.94°, 28.27° and 39.03°,
corresponding respectively to the (207), (402), (401) and (601)
Ko.3sMo00O; crystal planes, are identifiable. For films grown on
SrTiO5(100) and SrTiO3(110) substrates, an extra intense peak is
visible in the respective XRD patterns. These originate from
diffraction from the substrates themselves. The (100) diffraction
peak is at 22.85° and the (110) at 32.46°.

In the case of growth on SrTiO;(510) substrate (black,
bottom), the diffraction pattern is dominated by a strong peak
at 10.93° corresponding to the (201) plane, with the other 3
peaks displaying low intensity. It is noteworthy that the peak at
39.03° corresponding to the (601) plane, is comparable in
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Fig. 1 XRD pattern of a Kg3MoOs thin film grown on a SrTiO3(100)
substrate (red, top), SrTiOs(110) substrate (blue, middle) and
SrTiO3(510) substrate (black, bottom). The peaks with extremely high
intensity at 22.85°(red) and 32.46°(blue) corresponding to the
substrate peaks of SrTiOz(100) and SrTiOs3(110), respectively. The
quasi-one dimensional (1D) chains lie in the (201) plane of Kg3MoOs,
corresponding to the dominant peak at 10.93° on SrTiO3(510) sub-
strate(black). In the case of deposit on SrTiOz(510), the (601) peak is
rarely identifiable.

intensity to the (201) peak for the films grown on the
SrTiO3(100) substrate (red, top) and the SrTiO; (110) substrate
(blue, middle), but is very weak for the films grown on
SrTiO3(510) substrate (black, bottom). The other two identifi-
able peaks at 21.94° and 28.27°, corresponding to the (402) and
(401) planes, remain weak for growth on three substrates. We
conclude that growth of the K, 3Mo00; films proceeds with the
(201) plane parallel to the substrate, and that the film grown on
the SrTiO3(510) substrate is highly oriented. This conclusion is
also supported by morphology characterization below.

Representative SEM images of K, 3Mo00; rod-shaped grains
are shown in Fig. 2. The grains on different SrTiO; substrates
are all of the order of micrometers in size and show hetero-
epitaxial growth along different preferential orientations
depending on the substrates. Fig. 2(a) shows a K, 3M00O; thin
film grown on SrTiO3(100). The rod-shaped grains run parallel
to both the SrTiO;(100) [010] and [001] axes and this is
explained by the crystal structure of the substrate. SrTiO; is
a cubic perovskite crystal with lattice parameters a = b = ¢ =
3.905 A, while the width of the quasi-1D K, 3Mo0O; chains is
b = 7.552 A. The mismatch of between 2a = 7.810 A for SrTiOs;
and the width of K, 3;M00; chains is as small as 3.3% and the
square symmetry of the SrTiO3(100) surface allows the K, ;3M003
chains to grow in two perpendicular directions.

In contrast, the K, 3M00; thin films exhibit only one pref-
erential growth direction on the SrTiO;3(510) substrate as shown
in Fig. 2(b). The K,3Mo00; (201) plane is parallel to the
SrTiO;(510) plane and the interfacial match is shown in Fig. 3
with a 3.3% mismatch in one direction (the same as for the
SrTiO;(100) substrate) and a 0.7% mismatch in the [150]
direction. The majority of the rod-shaped grains are along [150]
direction with few short grains along [001] direction.

© 2022 The Author(s). Published by the Royal Society of Chemistry
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Fig. 2 Typical SEM images of Kp3MoOs thin films grown (a) on
SrTiO3(100), (b) on SrTiO3(510), (c) on SrTiO3(110), respectively. The red
line on SrTiO3(110) suggest the multidirectional growth of grains
comparing with the unidirectional growth of grains on SrTiO3(510).
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Fig. 3 Schematic of the lattice match leading to Ko 3sMoOs (201) and
SrTiO3(510). The length of the Ko3MoOs (201) lattice plane is calcu-
lated by cosine rule and the length of SrTiO=(510) is calculated by
Pythagorean theorem.

For growth of K, 3Mo00j3; on a SrTiO;(110) substrate there is
a 3.3% mismatch in the [001] direction and 11.7% mismatch in
the [110] direction; the resulting SEM image from such a film is
shown in Fig. 2(c). The SrTiO3(110) plane does not have a square
symmetry and does not match the K, 3sM0O; (201) plane as well
as does the SrTiO;(510) plane. The SEM image for K, 3;Mo00O;
grown on SrTiO;(110) is different from those from growth on
SrTiO; (100) and SrTiO3(510): the rod-shaped grains occur are
found lying along several non-parallel directions (the red lines
in Fig. 2(c) indicate the directions of the grains). We conclude
that the most satisfactory epitaxial growth of K,;MoO; thin
films occurs on a SrTiO3(510) substrate.

The topology of the K, 3;M00; thin films was measured using
AFM as presented in Fig. 4. The AFM images not only show
similar grain structure as the SEM images in Fig. 2, but we can
also determine the thickness of the grains from these images.
We find that the thickness of the films on both SrTiO;(100) and
SrTiO3(510) substrates is approximately 100 nm.

3.2 Transport measurement

CDW phenomena tend to occur in chain compounds or layered
structural materials where the CDW driven lattice distortion
causes the metal to semiconductor transition. K, 3MoO; has
a chain structure with highly anisotropic charge transport: for
single crystals, the resistivity (p) anisotropy ratio'® is about
1: 30 : 1000 with most conducting direction'” p ~5 x 10 °to 5
x 107> Q m. The experimental configuration for our 4-point
probe measurement of the anisotropic resistivity as well as the
metal to semiconductor transition in our films is shown in
Fig. 5. First the resistivity was measured along one axis of the
SrTiO; substrate from 350 K to 90 K and then we rotated our
substrate by 90° and measured along the other axis of the
SrTiO; substrate again from 350 K to 90 K.

The temperature dependence of the electrical resistivity of
the Ky3Mo00; thin films is shown in Fig. 6. For SrTiO;(100)
(Fig. 6(a)), the resistance does not show obvious variation along
the [010] and [001] axes and this is anticipated from the square
symmetry of the substrate. The resistivity can be calculated

from p = 7 where R is the resistance, A is the cross-sectional

area of the specimen, ¢ is the length of the sample. The resis-
tance was R(T = 0 °C) = 340 Q, the cross-sectional area is

RSC Adv, 2022, 12, 4521-4525 | 4523
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Fig. 4 Typical AFM images of Kp3zMoOs thin films grown (a) on
SrTiO3(100), (b) on SrTiO3(510).
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Fig. 5 Schematic of measuring the temperature dependence of
resistivity of Ko3sMoOs on different SrTiOs(100) axes by four-probe
method. The gray squares represent the indium pads.

calculated by A = ad where a = 5 mm is the length of the
substrate and d ~ 100 nm is the thickness of the film,
¢ =a=>5 mm is also the length of the square substrate. The
calculated p = 3.4 x 10~° Q m is consistent with the resistivity
of the most conducting direction of single crystal K, ;M00O;. It is
also observed that below about 180 K, the resistance increases
much more rapidly than above 180 K. This result is consistent
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Fig. 6 The temperature dependence of resistance for Kg sMoOs thin
films grown (a) on SrTiO3(100), (b) on SrTiO3(510). The blue and red
curve represent different lattice axes.

with the opening of a gap at Ex due to the Peierls transition, as
in single crystal Ko 3sM00O3.

Fig. 6(b) shows the temperature dependence of the resistivity
for blue bronze measuring along [001] and [150] axes of
SrTiO5(510). Along [150], R(T = 0 °C) ~ 2680 Q, while along [001]
R(T = 0 °C) ~ 1 x 10° Q. The resistance ratio is about 1: 37,
similar to the anisotropy ratio in single crystals. From the resis-
tance ratio in Fig. 6(b), we conclude that the second most con-
ducting direction for blue bronze is also parallel to the substrate.
The temperature dependence of the resistance for films grown on
SrTiO;3(510) is similar to those grown on SrTiO3(100) where the
metal to semiconductor transition occurred around 180 K. The
resistance R(T = 0 °C) for films grown on SrTi0;(510) along [150]
is larger than the R(T = 0 °C) for those grown on SrTiO3(100); this
may be due to variations in contact resistance, flatness of the
film, or some unknown impurity.

4 Conclusions

We succeed in preparing high-quality crystalline K, ;M00O; thin
films by pulsed laser deposition on SrTiO;(100), SrTiO;(510)

© 2022 The Author(s). Published by the Royal Society of Chemistry
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and SrTiO3(110) with thickness about 100 nm. The films were
characterized by single crystal XRD, SEM, EDS, and AFM.
Sample stoichiometry can be well controlled, and the
morphology of the resulting films consists of K, ;M00; rods of
variable sizes and depends on the substrate choice. The rods
exhibit a square symmetry pattern on SrTiO3(100), a unidirec-
tional pattern on SrTiO;(510), while on SrTiO3(110) the rods
align along various directions. The temperature dependence of
the electrical resistance reveals a very large anisotropy, and also
a metal to semiconductor transition at about 180 K. Our
preliminary results demonstrated the possibility of growing
crystalline K,3Mo0O; thin films with controllable size and
quality when the growth conditions are further carefully opti-
mized. This may facilitate novel investigations of collective
phenomena such as Peierls transition, periodic lattice distor-
tions and CDWs in quasi-low dimensional solids.
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