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General stereoretentive preparation of chiral
secondary mixed alkylmagnesium reagents and
their use for enantioselective electrophilic
aminationsfy

Alexander Kremsmair,i Henrik R. Wilke,I Matthias M. Simon, Quirin Schmidt,
Konstantin Karaghiosof‘f@ and Paul Knochel @ *

A general preparation of enantiomerically and diastereomerically enriched secondary alkylmagnesium
reagents was reported as well as their use for performing highly stereoselective transition-metal free
electrophilic aminations leading to a-chiral amines in up to 97% ee. Thus, the reaction of t-Buli (2.2
equiv.) with a mixture of chiral secondary alkyl iodides and the commercially available magnesium
reagent MezSiCH,MgCl in a 2 : 1 mixture of pentane and diethyl ether at up to —50 °C provided optically
enriched secondary mixed alkylmagnesium species of the type alkyl(Me)CHMgCH,SiMes with high
retention of configuration (up to 99% ee). The resulting enantiomerically enriched dialkylmagnesium
reagents were trapped with electrophiles such as non-enolizable ketones, aldehydes, acid chlorides,
isocyanates, chlorophosphines and O-benzoyl hydroxylamines providing a-chiral tertiary alcohols,
ketones, amides, phosphines and tertiary amines in up to 89% yield (over three reaction steps) and up to

rsc.li/chemical-science 99% ee.

Introduction

Organomagnesium reagents are key intermediates in organic
synthesis, which have found numerous applications." Never-
theless, a general and practical enantioselective preparation of
secondary alkylmagnesium reagents is still pending. To date,
only one example of a non-heteroatom-stabilized a-chiral
Grignard reagent has been reported, which was prepared via
a sulfoxide-magnesium exchange.> Furthermore, deracemiza-
tion of a mixture of endo- and exo- norbornylmagnesium
bromide using benzophenone® or exploiting the different reac-
tivities of menthylmagnesium chloride epimers* have been re-
ported. Recently, we have shown that various enantiomerically
enriched secondary alkyl iodides of type 1 underwent an I/Li-
exchange® at —100 °C in pentane:ether mixtures furnishing the
corresponding chiral alkyllithiums of type 2 with retention of
configuration (Scheme 1a).° After transmetalations with
appropriate ether soluble Cu and Zn salts at —100 °C, chiral
organometallics of type 3 were obtained, which reacted with
various electrophiles providing products of type 4 with high
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retention of configuration.” Although chiral building blocks and
natural products were available by these procedures,”®$" such
reaction sequences required very low temperatures (—100 °C)
due to the occurrence of configurationally labile alkyllithium
reagents (2), which epimerized readily at temperatures above
—100 °C (ref. 6b) and tolerated no sensitive functional groups.
Thus, Barbier-conditions involving the generation of the
organometallic species in the presence of an electrophile or
transmetalation reagent might circumvent the configurational
lability and high reactivity of these secondary alkyllithiums.®
Recently, we have shown that Barbier conditions were broadly
applicable for the directed lithiation of (hetero)aromatics with

Previous report:

t+-BuLi (2.2 equiv)
Me  pentane:ether (1:1) Me Met-X, Me EX Me
a) R -100 °C R™>L -100°C R™ MetXy 4 RE
1 2 3 4
MeiX, : CuBr-P(OEt)3 or Me3SiCH,ZnBr-LiBr
Barbier-type ion of chiral
t-Buli (2.2 equiv) M
b) )M\e pentane:ether (2:1) © E-X /“'A\e
+ MegSiCH,\VigCl - M i -
R ) 1 3SICH,Vg oo 780 VIgCH,SiMes R E
5 4

- operated at

- highly - tolerance of sensitive functional groups

Scheme 1 (a) Previous preparation of chiral secondary alkyl organo-
metallics of type 3 via I/Li-exchange and subsequent transmetalation
at —100 °C; (b) Barbier-type preparation of chiral secondary alkyl-
magnesium reagents (5) via I/Li-exchange and in situ transmetalation
with MezSiCH,MgCl at —50 °C or —78 °C.
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TMPLi (TMP = 2,2,6,6,-tetramethylpiperidyl) in the presence of
various salts.®

With these previous reports in mind, we have envisioned
Barbier conditions, that would overcome the use of unpractical
very low temperatures for the preparation of chiral secondary
alkylmagnesium reagents (5) by generating the chiral secondary
alkyllithiums in the presence of an appropriate magnesium
transmetalation reagent.

Herein, we report a general and practical preparation of non-
stabilized enantiomerically enriched mixed alkylmagnesium
reagents of type 5 from optically enriched secondary alkyl
iodides in the presence of commercially available Me;SiCH,-
MgCl using ¢-BuLi at convenient temperatures of up to —50 °C
(Scheme 1b). These enantiomerically enriched Grignard
reagents (5) reacted with a range of eletrophiles including
ketones, aldehydes, acid chlorides, isocyanates, S-methyl
methanethiosulfonate, chlorophosphines and O-benzoyl
hydroxylamines providing products of type 4 such as a-chiral
tertiary alcohols, ketones, amides, thioethers, phosphines and
tertiary amines in up to 89% yield (over 3 reaction steps) with
high retention of configuration (up to 99% ee).

Results and discussion

Thus, in preliminary experiments, we have mixed the chiral
secondary alkyl iodide (R)-1a with Me3;SiCH,MgCl and have

Table 1 Optimization of reaction conditions®

X
V
6a (2.0 equiv)
added at \V4
temperature

. JoH
then = W
~20°C, 30 min ey Me;

(Ry-4a

/©N|
MeO Me  tBuLi (2.2 equiv)

(Ry1a temperature, 5 s

%) —_
{84% oe) pentane:ether (2:1)

/@N CH,SiMe,
MeO Ve

(R)-5a

Me3SiCH,\ioCl
(1.5 equiv)

Temperature

Entry [°C] Yield of (R)-4a” ee of (R)-4a“

(a) Reaction condition optimization

1 —100 80% 91%
2 -78 80% (75%)" 91%
3 —-78 78%° 12%
4 —60 73% 90%
5 —40 71% 82%
6 —20 59% 52%
7 —20 52% 78%
8 —40" 67% 84%
(b) Configurational stability evaluation of (R)-5a

9 —78¢ 75% 91%
10 —50% 71% 86%
11 —50" 64% 69%
12 —20% 66% 60%

“ Stereoselective preparation of (R)-5a at various reaction temperatures
under Barbier conditions. ? The yield was determined by GC-analysis
of reaction aliquotes. ©The enantiomeric excess (% ee) was
determined by chiral HPLC-analysis. ¢ Yield of analytically pure
isolated product. ¢ The reaction was performed without
Me,SiCH,MgCl. / Me;SiCH,MgCl (2.0 equiv.) was used. € The chiral
Grignard reagent (R)-5a was kept for 1 h at this temperature before
quenching. " The chiral Grignard reagent (R)-5a was kept for 3 h at
this temperature before quenching.
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subsequently added ¢-BulLi (2.2 equiv.) at various temperatures
(see Table 1). The resulting secondary alkylmagnesium species
(R)-5a was quenched with dicyclopropyl ketone (6a) and stirred
at —20 °C for 30 min. The desired tertiary alcohol (R)-4a was
obtained in 80% yield and 91% ee at a reaction temperature of
—100 °C (entry 1). To our delight, the same enantioselectivity
was achieved by performing the I/Li-exchange at —78 °C (entry
2). As expected, if the reaction was performed at —78 °C without
Me;SiCH,MgCl, (R)-4a was obtained in comparable yield (78%)
but only with 12% ee (entry 3). A slight erosion of enantiose-
lectivity was observed if the reaction was carried out at —60 °C
(73% yield; 90% ee, entry 4). However, higher temperatures led
to a significant loss of enantiomeric purity as a reaction at
—40 °C afforded (R)-4a in 71% yield and 82% ee (entry 5).
Further raising the reaction temperature and performing the
exchange at —20 °C gave (R)-4a in 59% yield with 52% ee (entry
6). Interestingly, using 2.0 equiv. of Me;SiCH,MgCl consider-
ably reduced the racemization rate at —20 °C, since the tertiary
alcohol (R)-4a was obtained in 78% ee and 52% yield (entry 7).
Lowering the reaction temperature to —40 °C again and using
2.0 equiv. of Me;SiCH,MgCl did not give any improved result
(67% yield, 84% ee, entry 8). Alternative transmetalating
reagents may also be used for this reaction, however with less
satisfactory results.® Next, we have examined the configura-
tional stability of such chiral secondary alkylmagnesium
reagents of type 5. Therefore, we have generated the mixed
dialkylmagnesium reagent (R)-5a at —78 °C and kept it at this
temperature for 1 h before adding 6a, yielding the corre-
sponding alcohol (R)-4a in 75% yield and 91% ee (entry 9). A
detectable racemization was observed after stirring the reaction
mixture of (R)-5a for 1 h (71% yield, 86% ee; entry 10) or 3 h
(64% yield, 69% ee; entry 11) at —50 °C. Furthermore, a large
loss of enantioselectivity was observed by keeping (R)-5a for 1 h
at —20 °C (66% yield, 60% ee, entry 12). These results indicated,
that mixed non-stabilized secondary alkylmagnesium reagents
of type 5 were configurationally stable up to ca. —50 °C for ca.
1 h and in comparison with the corresponding alkyllithium
reagents (configurationally stable only below —100 °C for some
minutes)® were better suited for synthetic applications.

With these optimized conditions in hand (Table 1, entry 2),
we have prepared chiral Grignard reagents (5a-i) with high
retention of configuration starting from the corresponding
enantiomerically enriched secondary alkyl iodides (1a-;
Scheme 2a). Thus, using (S)-5a (ca. 92-94% ee (ref. 11) instead of
(R)-5a described in Table 1) obtained from the alkyl iodide (S)-1a
(95% ee), gave the alcohol (S)-4a after quenching with 6a in 81%
yield and 90% ee. Related Grignard reagents such as (S)-5b (ca.
99% ee) or (S)-5¢ (ca. 98% ee) add similarly to 6a or 6b providing
the alcohols (S)-4b and (S)-4¢ in 65-73% yield and 98-99% ee.
Also, diastereomerically enriched Grignard reagents syn-5d (dr
=99 :1) and anti-5d (dr = 1 : 99) provided after addition to 6a
the alcohols syn- and anti-4d respectively in 74% yield and dr =
96 : 4 as well as 70% yield and dr = 5 : 95. Remarkably, func-
tionalized alkylmagnesium species bearing a tert-butyl ester
function such as (R)- and (S)-5e or an alkynyl group like (R)-5f
reacted with excellent stereoretention with 6a giving the alco-
hols (R)-4e (65% yield, 93% ee) or (S)-4e (72% yield, 93% ee) and
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E-X (6a-)
Me t-BuLi (2.2 equiv) Me 2.0 equiv, -78 °C Me
+ Me3SiCH,MgCl pr g /
R/KI e pentane:ether (211)  |R” “MgCH,SiMe; | then—20°C,30min X
~78°
1ai 1.5 equiv B7C.0 5ai dar
up to 99% ee up to 99% eel?
up to 89% yield(®!
a) i i enriched mixed di: reagents 5a-i:
/@/\«r‘ CH,SiMe; MeS 15CH,SiMes /@/\r 19CH,SiMe; Me  Me Mt e
CH,SiMe; CH,SiMe;
MeO Me m F1CO Ve
(R)- or (S)-5a (S50 (S)y-5¢ syn-5d anti-5d
MaCH,SiMe; /\/ CH,SiMe; o + MaCH,SiMes / « MgCH,SiMe; TBSO Me
Ph M B
Me e <om m Me/\)\ 19CH,SiMe;
CO,t-Bu
(R)- or (S)-5e (R)-5f (R)- or (S)-59 (R)-or (S)-5h anti-5i

b) enantioenriched tertiary alcohols from the mixed dialkylmagnesiums (5-d) and hindered ketones 6a-b:

Y
_OH
m MeS < o
MeO Ve We

(R)-4a: 75%, 91% ee
(S)-4a: 81%, 90% ee

(S)-4b: 73%, 99% ee (S)-4c: 65%, 98% ee

ion with DMP:

ﬁ 0 Me Me
"\ \/U <OWWME Y |,\\
Meo” ~F  Me o Me §TNF
(2R,5S)-8h: 74%, dr = 95:5
(25,55)-4h: 75%, dr = 5:95

! g) C-S bond formation using MeSSO,Me:

f) i i amides from i
O Me &
1 0 g L 2L
5 MeS. N o
o N & N Ph = ]
< H H Ve z
o Me Me

CO,t-Bu
(R)-41: 80%, 94% ee (2R, 'R)-4n: 53%, dr = 96:4
(S)-41: 81%, 94% ee

(25,1'S)-4m: 71%, dr = 96:4

t-Bi

V' oH i N

i '

e : H
FACO AN | Ph Me

syn-4d: 74%, dr = 96:4

o
A\“(ﬁ‘/’\ /‘«‘\
i WMe
Me

(2R1'R,5'S)-4i: 46%, dr = 95:5
(28,1'R,5'S)-4i: 49%, dr = 3:97

» \E
=
@

! (R)-do: 79%, 70% ee
| (S)do: 85%, 78% ee

c) enantioenriched tertiary alcohols using chiral alkyl
. iodides bearing sensitive functionalities

; v
A OH
- f

Me Me Me Me
7
CO,t-Bu

(R)-4e: 65%, 93% ee
(S)-4e: 72%, 93% ee

anti-4d: 70%, dr = 5:95 (R)-4f: 73%, 93% ee

i €) enantioenriched ketones from acid chlorides:

o]
(,\ ﬁ) - ™SO e )
o s
/J “\) Me N
Moo N Me

(¢}

(2S,2'R)-4j: 89%, dr = 11:89 anti-4k: 52%, dr = 5:95

; Ph
Me Me | Ph Bl

SMe ' o . )‘]\/EHJ " “Ph
SMe | ¢ Ph e
o Me

CO,t-Bu

syn-4p: 62%, dr =937 ! (R)-4q: 70%, 90% ee (R)-4r: 63%, 88% ee

(S)-4q: 75%, 90% ee

Scheme 2 Scope of optically enriched secondary alkylmagnesium reagents 5a-i and subsequent reactions with electrophiles (6a-l). Enantio-
merically and diastereomerically enriched secondary alkylmagnesium reagents 5a—i prepared by an I/Li-exchange in the presence of Mes-
SiCH,MgCl and their reactions with electrophiles (6a—l) leading to the corresponding optically and diastereomerically enriched products 4a-r.
aThe enantiomeric excess (% ee) was determined by chiral HPLC-analysis. The diastereomeric ratio (dr; syn/anti ratio) was determined by *H-
NMR spectroscopy and GC-analysis. ®Yield refers to isolated analytically pure compounds.

(R)-4f (73% yield, 93% ee). Although enolizable ketones did not
give satisfactory results, addition of Grignard reagents (R)-5a,
(R)- and (S)-5g and (R)-5h to aldehydes such as c-hexylcarbox-
aldehyde (6c¢), (S)-(—)-citronellal (6d) and (1R)-(—)-myrtenal (6e)
afforded after Dess-Martin oxidation the corresponding
ketones (R)-4g (68%, 89% ee), (2R,5S5)-4h (74%, dr = 95 :5),
(2S,55)-4h (75%, dr = 5 : 95) as well as (2R,1'R,5'S)-4i (46%, dr =
95:5) and (2S,1'R,5'S)-4i (49%, dr = 3:97). Performance of
acylations did not require Weinreb amides as used for the
acylation of chiral alkyllithiums,* but commercially available
acid chlorides were employed. Thus, (R)-5a reacted with (S)-
tetrahydrofuran-2-carbonyl chloride (6f) affording (25,2'R)-4j in
89% yield and dr = 11 : 89. Similarly, acylation of anti-5i with 3-
fluorobenzoyl chloride (6g) led to anti-4k in 52% yield and dr =
5:95. Further functionalizations of these optically enriched
Grignard reagents were realized by addition of (R)- and (S)-5g,
(S)-5b and (S)-5e to cyclohexyl isocyanate (6h) and the
commercial chiral (S)-(—)-a-methylbenzyl isocyanate (6i, 96%
ee) or (R)-(—)-1-(1-naphthyl)ethyl isocyanate (6j, 95% ee)
providing under our standard conditions, the chiral amides (R)-
41 (80%, 94% ee) or (S)-4l (81%, 94% ee) as well as the

46 | Chem. Sci,, 2022, 13, 44-49

diastereomerically enriched amides (25,1'S)-4m (71%, dr = 96;
4) and (2R,I’R)-4n (53%, dr = 96 :4). The enantioselective
preparation of carbon-sulfur bonds was briefly examined since
it proceeded also directly with chiral secondary alkyllithiums.®
We observed that the coupling of (R)- or (S)-5h and syn-5d with
MeSO,SMe (6k) led to the thioethers (R)- or (S)-40 and syn-4p in
up to 85% yield, but moderate stereoselectivity (up to 78% ee or
dr = 93 : 7). However, phosphorus electrophiles such as Ph,PCl
(61) reacted with high stereoretention with chiral Grignard
reagents. Thus, (R)- and (S)-5g or (R)-5e led, after protection with
BH;-SMe,,"” to a practical synthesis of chiral phosphine BH;-
complexes (R)- and (S)-4q as well as (R)-4r in up to 75% yield and
up to 90% ee. These optically enriched phosphines could be of
interest for asymmetric catalysis.

a-Chiral alkyl amines are of considerable interest due to
their presence in natural products, pharmaceuticals and other
biologically active molecules.”® Inspired by pioneering work of
Johnson,* we envisioned using O-benzoyl hydroxylamines* as
electrophilic amination reagents with chiral dialkyl Grignard
reagents of type 5. After optimization, we have found that at
a reaction temperature of —50 °C, the desired a-chiral amines

© 2022 The Author(s). Published by the Royal Society of Chemistry
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8a-j were obtained with high stereoretention (Scheme 3).
Remarkably, all these reactions occurred chemoselectively
without any transition metal additive and only minimal
amounts of usual side-products (ketone)'® were observed. Thus,
(R)- and (S)-5a reacted with 4-(pyrimidin-2-yl)piperazin-1-yl
benzoate (7a) affording the corresponding a-chiral tertiary
amines (R)- and (S)-8a in 73% yield and 88-91% ee. Further-
more, sertraline, a commercially available drug molecule,'” was
successfully aminated via 7b and (S)-5a using this procedure,
giving (2'S,15,45)-8b in 52% yield and dr = 91:9. Also, the
chiral Grignard reagents (R)- and (S)-5g were generated at
—50 °C and trapped with 6,7-dihydrothieno|[3,2-c]pyridin-5(4H)-
yl benzoate (7¢) and non-cyclic O-benzoyl-N,N-bis(2-
methoxyethyl) hydroxylamine (7d) yielding (R)- and (S)-8c as
well as (R)- and (S)-8d in 70-85% yield and 84-93% ee. The
functionalized secondary alkylmagnesium reagent (R)-5e was
also aminated with 7c¢ providing (R)-8e in 68% yield and 83% ee.
Additionally, the aminated benzothiophene derivatives (R)- and
(S)-8f-g were prepared in up to 85% yield and up to 97% ee from
optically enriched Grignard reagents (R)- and (S)-5h and the O-
benzoyl hydroxylamines 7c¢ and N-morpholino benzoate (7e).
Also, the diastereomerically enriched secondary alkylmag-
nesium reagent anti-5i was successfully quenched with 7e,

R,N-OBz (7a-g) v
Me +Buli (2.2 equiv) Me (2.0 equiv), ~50 °C ©
N+ MesSiCHp\igCl ——— — = :
RN pentane:ether (2:1) | R CH,SiMe3 | then-20°C,30min  R™/'NR;
-50°C,5s N
1.5 equiv 5a-i

1a-i 8a-j
up to 98% ee up to 97% ee

N7
I

NZ e
MeO e

(R)}-8a (S)-8a (2'S,15,45)-8b
73% yield, 91% ee 73% yield; 88% ee 52% yield, dr = 91:9
S,
S, MeO
SO ° ' I 5o
0 Me <om [} Me
(R)-8¢ (S)-8¢ R)-8d
85% yield; 87% ee 73% yield; 88% ee 8% yield; 93% ee

S,
D
< go Me

CO,t-Bu

(R)-8e (S)-8f
68% yield; 83% ee 85% yield; 97% ee

N
4 z H 2
'S Me 'S Me 'S Me

(R)-8f (R)-8g (S)-8g
84% yield; 88% ee 72% yield; 89% ee 73% yield; 94% ee
TBSO Me
TBSO Me TBSO  Me H
PN N Me N
" 1 /\ ) /) K/ "
L N Y

anti-8h
63% yield, dr = 14:86

anti-8i
56% yield, dr = 3:97

anti-8j
62% yield, dr = 8:92

Scheme 3 Scope of prepared enantiomerically and diastereomerically
enriched a-chiral tertiary amines. Enantiomerically and diaster-
eomerically enriched tertiary amines 8a—j obtained by electrophilic
amination of secondary alkylmagnesium reagents 5a-i with O-
benzoyl hydroxylamines (7a—g). The enantiomeric excess (% ee) was
determined by chiral HPLC-analysis. The diastereomeric ratio (dr; syn/
anti ratio) was determined by *H-NMR spectroscopy and GC-analysis.
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Fig. 1 X-ray structure of (S)-8g crystallized as the corresponding
amine hydrochloride as a representative example of the overall ster-
eoretention of the electrophilic amination.

azepan-1-yl benzoate (7f) and even the sensitive formamide 4-
formylpiperazin-1-yl benzoate (7g) affording anti-8h-j in 56-
63% yield and up to dr = 3 :97. This preparation of tertiary
amines was found to be superior to standard nucleophilic
substitutions of chiral secondary alkyl iodides, phosphates and
tosylates by metallic amides, which gave erratic results in our
hands.*® The determination of the absolute configuration was
made in the case of the amine hydrochloride derivative of (S)-8g
using X-ray diffraction (Flack parameter method)* confirming
the (S)-configuration of 8g as well as the retention of configu-
ration of this electrophilic amination (Fig. 1).

Conclusions

In summary, we have prepared a broad range of functionalized
enantiomerically enriched non-stabilized secondary alkylmag-
nesium reagents from the corresponding alkyl iodides via I/Li-
exchange and in situ transmetalation with Me;SiCH,MgCl at
convenient temperatures. The resulting new chiral alkylmagne-
sium reagents of the type AIkCH(Me)MgCH,SiMe; (5) were trap-
ped with ketones, aldehydes, acid chlorides, isocyanates, S-
methyl methanethiosulfonate and chlorophosphines providing
the corresponding tertiary alcohols, ketones, amides, thioethers
and phosphines with high retention of configuration (up to 99%
ee). These mixed Grignard reagents were found to be configura-
tionally stable up to —50 °C (for ca. 1 h) and allowed a convenient
preparation of enantiomerically enriched a-chiral tertiary amines
starting from O-benzoyl hydroxylamines in the absence of
a transition metal catalyst, which demonstrated a valuable
alternative to nucleophilic substitutions of secondary alkyl
iodides, phosphates and tosylates with metallic amides. Further
applications of these new chiral magnesium intermediates are
currently underway.
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