#® ROYAL SOCIETY

Chemical
P OF CHEMISTRY

Science

View Article Online
View Journal | View Issue,

REVIEW

Metal—organic frameworks and their derivatives for

i") Check for updates‘
metal-ion (Li, Na, K and Zn) hybrid capacitors

Cite this: Chem. Sci,, 2022, 13, 11981

Feiyang Zhan, ©? Huayu Wang,? Qingging He,® Weili Xu,® Jun Chen,® Xuehua Ren,?
Haoyu Wang,? Shude Liu,* Minsu Han, Yusuke Yamauchi @ *°¢
and Lingyun Chen @ *2

Metal-ion hybrid capacitors (MIHCs) hold particular promise for next-generation energy storage
technologies, which bridge the gap between the high energy density of conventional batteries and the
high power density and long lifespan of supercapacitors (SCs). However, the achieved electrochemical
performance of available MIHCs is still far from practical requirements. This is primarily attributed to the
mismatch in capacity and reaction kinetics between the cathode and anode. In this regard, metal-
organic frameworks (MOFs) and their derivatives offer great opportunities for high-performance MIHCs
due to their high specific surface area, high porosity, topological diversity, and designable functional
sites. In this review, instead of simply enumerating, we critically summarize the recent progress of MOFs
and their derivatives in MIHCs (Li, Na, K, and Zn), while emphasizing the relationship between the

Received 19th July 2022 In addition, existing

Accepted 6th September 2022 issues and some

structure/composition and electrochemical performance.

representative design strategies are highlighted to inspire breaking through existing limitations. Finally,

DOI: 10.1039/d2sc04012¢ a brief conclusion and outlook are presented, along with current challenges and future opportunities for
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1. Introduction

With the increasing energy consumption, high requirements
are put forward for the current energy storage systems,"* which
need to provide high energy density while achieving high power
density.>* As a renewable energy storage alternative, electro-
chemical energy storage (EES) has received increasing atten-
tion.** Among them, metal-ion batteries (MIBs) and
supercapacitors (SCs) are considered as promising energy and
power devices, respectively.”® MIBs show considerable advan-
tages in energy density through faradaic reactions in active
materials, but their power density and cycle life are largely
limited due to slow ion diffusion and volumetric strain during
the charge-discharge process.” On the other hand, although SCs
provide high power density as well as long cycle life through
highly reversible storage/release of ions on the electrode
surface, their energy density has always been unsatisfactory.*’
Therefore, it is highly desirable to integrate the advantages of
MIBs and SCs into novel energy storage devices. Metal-ion
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MOFs and their derivatives in MIHCs.

hybrid capacitors (MIHCs) are considered a feasible solution
to bridge the gap between MIBs and SCs.'* The cathode and
anode in MIHCs operate through different mechanisms to
simultaneously provide high power and energy densities."”* As
shown in Fig. 1a, the Ragone diagram displays the relationship
between energy density and power density for different energy
storage devices.

As a hybrid energy storage system, MIHCs integrate the
advantages of MIBs and SCs, which offer high energy and long
cycle life without sacrificing high power.'*™*® Lithium-ion hybrid
capacitors (LIHCs) were proposed in 2001. Since then, various
MIHCs including sodium-ion hybrid capacitors (SIHCs),**
potassium-ion hybrid capacitors (PIHCs),** zinc-ion hybrid
capacitors (ZIHCs),>® and other types of multivalent MIHCs have
been developed.***° Li, Na, and K are classified as alkali metals,
which have low standard hydrogen potentials.>” Although Na
and K have similar physical and chemical properties to Li, their
ionic radius is larger than that of Li*, which reduces the reaction
kinetics at the electrode/electrolyte interface.”® Zn metal has low
cost while possessing high stability in aqueous electrolytes. The
use of aqueous electrolytes greatly simplifies device assembly,
but the performance of current ZIHCs is not yet sufficient for
practical requirements.*® Fig. 1b shows a comparison of the
properties of these metals. The typical configurations of MIHCs
include a battery-type anode and a capacitor-type cathode. The
abundant active sites and faradaic reactions in the anode
provide high energy density, while reversible ion adsorption
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(a) Ragone diagram of different energy storage devices. Reproduced with permission from ref. 42. Copyright 2022, Royal Society of

Chemistry. (b) Performance comparison of Li, Na, K and Zn. (c) Recent development of MOFs and MOF derivatives for MIHCs.%8-8°

and pseudocapacitive reactions in the cathode are critical for
high power density and long operating life.**** Due to two
different charge storage mechanisms, the mismatch in the
capacity and kinetics of the anode and cathode makes it diffi-
cult to achieve the overall high performance of MIHCs.>* A great
deal of effort has been made to resolve the imbalance in
capacity and kinetics.**"*” For battery-type anodes, it is necessary
to develop advanced nanostructures that facilitate ion diffusion
to improve sluggish kinetics.***° Meanwhile, electronic
conductivity and stability as important indicators also need to
be considered.” On the other hand, based on the capacity
equation (1/Cyrc = 1/Ceathode + 1/Canode),” the low specific
capacitance of the capacitor-type cathode will lead to a decrease
in the specific capacitance of the MIHC device, ultimately
resulting in a low energy density. Activated carbon (AC) is
commonly used as the cathode material for MIHCs. Despite
their large surface area, the lower specific capacitance limits the
overall performance of the device.*’ Therefore, designing novel
cathode materials with excellent electrical conductivity, large
electrochemically active surface area, and suitable pore distri-
bution is of great significance for MIHCs.****¢

Metal-organic frameworks (MOFs) were first defined in 1995
by Yaghi et al.*” They are crystalline porous materials with
intramolecular pores formed by self-assembly of metal ions/
clusters and organic ligands.**** MOFs with desirable struc-
tures and functions can be designed by selecting secondary
building units constructed from metal ions and rationally
designing ligands.** MOFs have a large specific surface area

1982 | Chem. Sci,, 2022, 13, 11981-12015

and tunable pore size and topology, and their composition
determines that they will have some of the properties of both
inorganic and organic materials.>*** These properties of MOFs
make them show great potential in MIHCs. Furthermore,
a composite of MOFs and functional materials will achieve
complementary properties.”® Among them, the inherent
advantages of MOFs are fully utilized, such as porous frame-
works and functional molecular/ionic sieves.*”*® In another
feasible strategy, after thermal/chemical transformation of
MOF precursors,®® the resulting derivatives inherit the
advantages of MOFs, such as a large surface area and ideal pore
structure, which provide stable electron/ionic transport chan-
nels.®~** More importantly, the metal nodes of MOFs are
transformed into uniformly distributed metal species, while the
organic ligands can be transformed into porous carbons (under
inert atmospheres).®** Combining this strategy with the des-
ignability of MOFs will provide advanced functional compo-
nents for MIHCs. In recent years, studies on MOFs and their
derivatives in MIHCs have developed rapidly, which indicates
the extension of discoveries of MOFs and their derivatives for
application in MIHCs. Although pioneering reviews on MOFs
and their derivatives have been proposed,*®*’ it is still necessary
to systematically summarize their notable advances with
particular emphasis on MIHCs, including emerging materials,
existing issues, device innovations, etc.

Here, we provide a comprehensive review of research prog-
ress of MOFs and their derivatives in MIHCs, in which repre-
sentative work is shown in Fig. 1c.®** We first introduce the

© 2022 The Author(s). Published by the Royal Society of Chemistry
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construction of MIHCs, including electrode types, cell config-
urations, and corresponding charge storage mechanisms, and
elucidate the properties of the electrolyte. We then outline
recent progress by correlating different classes of MOFs/MOF
derivatives and electrochemical performance, focusing on the
effects of the morphology, composition and structure on elec-
trochemical performance. In view of the existing limitations in
electrode materials, several advanced optimization strategies
have been proposed to prepare high-performance electrode
materials to overcome the mismatch between the cathode and
anode. Finally, we discuss existing challenges and potential
research directions from multiple perspectives. We hope that
this review will deliver an update on the research of MOFs and
their derivatives in hybrid energy storage systems and guide
future work, thereby inspiring the design and fabrication of
novel high-performance MIHCs.

2. Construction and mechanistic
understanding of MIHCs

As a combination of SCs and MIBs, MIHCs provide a high
energy density while maintaining high power characteristics
and long cycle life, which are expected to meet the diverse
energy storage requirements in the future. MIHCs are
composed of electrode materials, current collectors, separators,
and electrolytes. Among them, the electrode material is an
important factor in determining the performance of MIHCs.
The performance of MIHCs, such as power density, rate capa-
bility, and cycle life, is mainly determined by the electrode.
Common anode materials involve carbon materials, metal
oxides, transition metal dichalcogenides, and alloys. For
cathode materials, metal oxides and carbon materials are the
most common. Furthermore, the matching of battery-type
electrodes and capacitor-type electrodes is also critical, and
this stems from the kinetic and capacity differences between
them. The current collector plays the role of carrying the active
material and collecting current. The separator can effectively
prevent the cathode and anode from directly coming into
contact and causing an internal short circuit. Meanwhile, the
electrolyte, as an indispensable component in MIHCs, provides
ions during the charging-discharging process and affects the
performance of MIHCs, and the operating voltage range of the
electrolyte directly affects the energy density of the device. In
addition, the interactions between electrodes and electrolytes
are complex and important. Herein, we focus on electrode
configurations, cell configurations and their associated energy
storage mechanisms, as well as electrolytes (aqueous electro-
lytes, organic electrolytes and ionic liquid electrolytes).

2.1. Electrode configurations

Compared with traditional capacitors, MIHCs provide higher
energy density due to the large capacity of battery-type elec-
trodes. Meanwhile, high power density can be achieved due to
the fast adsorption/desorption process of capacitor-type elec-
trodes. Understanding the mechanisms of cathode and anode
materials is of great significance for a comprehensive

© 2022 The Author(s). Published by the Royal Society of Chemistry
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investigation of MIHC devices. In battery systems, battery-type
electrodes provide higher capacity through diffusion-
controlled faradaic redox reactions. Meanwhile in SC systems,
one mechanism is an electric double-layer capacitor (EDLC)-
type mechanism that relies on ion adsorption for charge
storage, resulting from the directional arrangement of
electrons/ions at the electrode/electrolyte interface, and the
other is a pseudocapacitive mechanism utilizing fast surface
reversible redox reactions for charge storage.”® The electro-
chemical properties of pseudocapacitive electrodes are neither
purely capacitive nor massive faradaic processes, and it is an
intermediate state between an EDLC-type mechanism and
a battery-type mechanism.** Since the charge storage of SCs is
based on the surface reaction of the electrode material, there is
no ion diffusion in the electrode material bulk, so the power
density is higher than that of the battery, but their energy
density is limited.®” To improve the energy density of SCs, the
construction of asymmetric/hybrid SCs is an efficient strategy,
which can increase the overall voltage through the potential
difference between the two electrode materials, thus increasing
the energy density of SC devices.”® Asymmetric SCs (ASCs) cover
a wider range of electrode combinations because they can be
assembled for SCs that utilize electrodes with the same prop-
erties but different mass loads or utilize two electrodes with
different materials. Hybrid SCs (HSCs) usually consist of
battery-type electrodes and capacitor-type electrodes (different
charge storage behaviors),” and such a hybrid device combines
the electrochemical properties of SCs and batteries to achieve
high power/energy densities. Therefore, HSCs are one of the
special cases of ASCs.”

Fig. 2 shows the properties of EDLC materials, pseudoca-
pacitive materials, and battery-like materials. The cyclic vol-
tammetry (CV) curve of EDLC materials is a rectangle and the
galvanostatic charge/discharge (GCD) curve is a straight line.
Meanwhile for pseudocapacitive materials, the CV curve is
approximately rectangular, and correspondingly, the GCD curve
is approximately linear (compared to EDLCs, the GCD curve can
have inflection points, but no obvious platform).*® The CV
curves of battery-like materials exhibit distinct redox peaks, and
the GCD curves provide a clear platform. In addition, the ratio
of dQ/dV is not constant when the electrode material exhibits
battery behavior, such as a clear platform in the GCD curve or
a clear redox peak in the CV curve. In this case, the capacity
should have coulombic (C) or milliampere hour (mA h) as the
unit.”

To gain insight into the electrochemical properties of
capacitor-type electrodes and battery-type electrodes and their
connection in MIHCs, representative schematic diagrams and
charging potential curves are presented in Fig. 3.°” As shown in
Fig. 3a, the charge-discharge curve of a typical capacitor-type
electrode is linear. For a typical battery-type electrode, the
potential remains constant during the charging-discharging
process according to the phase rule and following the Nernst
equation (Fig. 3b). The energy stored in the capacitor can be
expressed as E., which is lower than the energy of the battery (Ey).
If these two systems are effectively combined, the high power
characteristics of capacitors and the high energy density of

Chem. Sci., 2022, 13, 11981-12015 | 11983
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Fig. 2 Illustration of the mechanisms, CV curves and GCD curves of EDLC materials, pseudocapacitive materials, and battery-type materials.

batteries will be integrated into one system (Fig. 3c). In this
system, it is essential to utilize a higher working potential (AV)
combined with the capacitor-type electrode at the initial stage of
the charging process to reach the redox potential of the battery-
type electrode (AV}), thereby increasing the storable amount of

Electrostatic force

E.=0.5q,. AV,
>
<

Capacitor

b

Redox reaction

t
>
=<
|

Battery

Electrostatic

Redox

force

reaction

energy compared to the single electrode system. However,
a significant problem of this hybrid energy storage devices is the
mismatch between battery-type electrodes and capacitor-type
electrodes. This originates from the sluggish kinetics of battery-
type electrodes and the low capacity of capacitor-type electrodes.
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Fig. 3 Schematic representations of a single electrode system, (a) capacitor, (b) battery, and (c) hybrid capacitor according to the charge—
potential profile with the corresponding equations for energy storage. Reproduced with permission from ref. 97. Copyright 2015, Royal Society of

Chemistry.
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Compared with typical bulk battery materials, nano-
materials as electrodes exhibit larger specific surface areas,
significantly shortened ion diffusion lengths, and “bulk” redox
reactions can be transformed into “surface/near-surface” levels
of redox reactions.”® Therefore, some battery materials exhibit
electrochemical properties similar to pseudocapacitance in the
CV and GCD curves, showing significantly accelerated redox
reaction kinetics. These rapid redox reaction processes in
batteries are not controlled by diffusion due to the nano-size
effects.

2.2. Cell configurations and charge storage mechanisms

Typically, the configurations of MIHCs generally include a wider
range of battery-type anodes and capacitor-type cathodes.
Battery-type anodes are generally divided into intercalation-
type, conversion-type and alloying-type materials. Additionally,
the configuration of a capacitor-type anode and a battery-type
cathode is also called the “Upside-Down” configuration.”® At
this point, the functions of the anode and cathode are reversed
from those of the classical device. Battery-type materials operate
at higher potentials as a cathode. Due to the potential difference
between the anode and cathode, integrated devices with
capacitive curves can be obtained. In particular, for zinc-ion
energy storage devices, Zn metal can be directly used as an
anode,'” while the utilization of alkali metals (Li, Na, and K) as
an anode is not satisfactory because of dendrite growth. In
typical ZIHCs, the configuration is similar to that of zinc-ion
batteries except for the cathode material, in which Zn metal
acts as the anode and the cathode is usually a carbon material.
During the charging-discharging process, energy is stored/
released in ZIHCs through rapid ion adsorption/desorption on
the surface of the carbon cathode and reversible Zn/Zn>*
plating/stripping on the Zn metal anode.'* Besides physical
adsorption/desorption, chemisorption/desorption of Zn*'/H"
also occurs. Furthermore, a new type of ZIHC is proposed,
usually constructed with battery-type cathodes, capacitor-type
anodes, and electrolytes containing zinc salts,’® and their
charge storage mechanisms are based on Zn>* intercalation/
deintercalation on the cathode surface and ion adsorption/
desorption on the anode.'” Different from the typical carbon-
based ZIHCs, the novel ZIHC device avoids the use of
unstable Zn foil as an anode. The intercalated anode replaces
the traditional Zn foil; however, the intercalated anode needs to
have sufficient intercalation spacing of hydrated Zn>*, high
capacity, appropriate redox potential, and excellent stability,
which is beneficial to improve the specific capacity of the device.
Meanwhile, such hybrid devices provide a larger voltage
window, thus contributing to higher energy density. In fact,
with the continuous development of MIHCs, the cell configu-
rations of MIHCs are no longer limited to the typical configu-
ration of a battery-type anode and a capacitor-type cathode. In
recent years, different materials have been paired and used to
improve the performance of MIHCs. These configurations are
gradually deviating from classical MIHCs. Some emerging
configuration architectures are gradually being explored.
Although various configurations have appeared, cathodes with

© 2022 The Author(s). Published by the Royal Society of Chemistry
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high specific capacity and anodes with fast kinetics are still
regarded as the core of classical MIHCs.*

MIHCs can be classified into three types according to the
reaction mechanism, including electrolyte consuming, metal-
ion exchange, and hybrid mechanisms depending on the
consumption of the electrolyte.’**'*® (1) For the electrolyte
consuming mechanism, they are usually based on battery-type
materials as an anode and capacitor-type materials as
a cathode. During the charge/discharge process, metal cations
shuttle between the cathode and anode. In the charging
process, metal cations migrate and intercalate into the battery-
type anode. Furthermore, the anions in the electrolyte are
adsorbed to the surface of the capacitor-type cathode. In the
discharging process, metal cations return to the electrolyte from
the anode, while anions are desorbed from the cathode to
maintain charge balance. (2) For the metal-ion exchange
mechanism, they typically include a battery-type material as
a cathode to provide a source of metal ions, and a capacitor-type
material as an anode. The electrolyte acts only as a transport
medium for metal ions and the concentration remains constant
in the system. In the charging process, metal cations are dein-
tercalated from the cathode and then into the electrolyte while
migrating to the anode surface. In the discharging process, the
adsorbed metal cations are desorbed from the anode while
entering the electrolyte and further intercalate into the cathode.
(3) For the hybrid mechanism, in the charging process, all the
metal cations are deintercalated from the cathode and provided
by the electrolyte intercalate into the anode. Meanwhile, the
cathode absorbs the free anions in the electrolyte. In the dis-
charging process, some of the metal cations are deintercalated
from the anode and enter the electrolyte, and the rest of the
metal cations are intercalated into the cathode. Moreover, the
cathode releases the adsorbed anions into the electrolyte to
balance the metal cations in the electrolyte.*®

2.3. Electrolytes

The practical applications of MIHCs require increased energy
density without loss of power density, which can be achieved by
increasing capacity and enlarging voltage. This mainly depends
on the electrode material and electrolyte (including the elec-
trolyte salt and solvent). Among them, the properties of the
electrolyte play a key role in the energy/power density, cycle life,
and stability of MIHC devices. Factors to consider in electrolyte
selection include the potential window, ionic conductivity,
stability, flammability, and cost. Commonly used electrolytes
can be divided into aqueous electrolytes and nonaqueous
electrolytes (organic electrolytes and ionic liquid electrolytes).**®
Compared with nonaqueous electrolytes, aqueous electrolytes
have lower viscosity and a higher ion migration rate. In addi-
tion, the safety and low cost of aqueous electrolytes have also
attracted more attention to develop aqueous energy storage
devices. However, the narrow potential window of aqueous
electrolytes limits the wide application of MIHCs. Organic
electrolytes can operate at high voltages, but are often toxic and
flammable."** Ionic liquid electrolytes have excellent stability
and non-flammability;"*> however, low electrical conductivity

Chem. Sci., 2022, 13, 1981-12015 | 11985
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and high viscosity limit the performance of MIHC devices. Here,
common electrolytes for MIHCs are summarized.

2.3.1. Aqueous electrolytes. Aqueous electrolytes include
acidic, alkaline and neutral electrolytes with high ionic
conductivity. Among them, neutral electrolytes are more widely
used due to their low corrosivity and environmental friendli-
ness, mainly including metal inorganic salt solutions. For
neutral electrolytes, achieving high concentrations of electro-
lytes is significant to ensure high performance.’® Neutral
aqueous electrolytes such as lithium salt, sodium salt, potas-
sium salt and zinc salt solutions have been investigated.'** For
aqueous PIHCs, much less work has been reported compared to
LIHCs and SIHCs. This is due to the largest ionic radius of K,
which leads to irreversible pulverization of the electrode mate-
rial during the K’ intercalation/deintercalation process.”*® In
ZIHCs, cheap and safe aqueous electrolytes represent the
majority."” The common ZnSO, electrolyte has low plating/
stripping efficiency of Zn and a narrow potential window,
which limits the high performance of ZIHCs."*® These draw-
backs have been ameliorated with the development of Zn(CF;-
S0O;), electrolytes.”” The formation of by-products during Zn
plating is prevented due to the reduced interaction between
Zn** and H,0 molecules, which is attributed to the interaction
of CF;S0; and H,O. Although aqueous electrolytes offer great
convenience for fabricating MIHC devices, the narrow potential
window and some undesired side reactions, such as the release
of H, or O,, limit the high performance of MIHC devices.'*

2.3.2. Organic electrolytes. Organic electrolytes have wider
potential windows than aqueous electrolytes, which can
improve the voltage of devices. Organic electrolytes consist of
conductive salts and organic solvents, both of them affect the
potential window of organic electrolytes, which can provide
potential ranges over 4 V, enabling high energy densities."*®
Meanwhile, the properties of conductive salts and organic
solvents, such as ion size, conductivity, ion migration rate, and
stability, will significantly affect the device performance.
Commonly used organic solvents include dimethyl carbonate
(DMC), diethyl carbonate (DEC), ethyl methyl carbonate (EMC),
ethylene carbonate (EC) and propylene carbonate (PC)."**
However, conventional carbonate-based electrolytes usually
decompose at a high operating voltage over 4.5 V, and low
oxidation potentials may reduce device performance. In
general, increasing the concentration of carbonate-based elec-
trolytes promotes the antioxidant properties of the electrolytes.
Appropriate electrolyte additives can also maintain high voltage
and performance. The emergence of new organic solvents, such
as ether-based electrolytes and nitrile electrolytes, has demon-
strated the potential to meet high-performance requirements.
Other organic electrolytes have been reported for ZIHCs, such
as Zn(CF;S0s3), in acetonitrile (AN).?* For the conductive salts of
organic electrolytes, the cation-based organic salts are mainly
R,N*, such as Me,N", Et,N*, Et,MeN" and Bu,N", while the
anion-based salts include PFs, BF, , ClO,~ and TFSI . In
addition, organic electrolytes based on inorganic salts, such as
inorganic salts of Li*, Na', and K, have also been reported.**

2.3.3. Ionic liquid electrolytes. Ionic liquids are organic
salts formed by coulombic interactions between cations and

1986 | Chem. Sci., 2022, 13, 11981-12015
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charge-delocalized anions, with melting points below 100 °C.**®
Ionic liquid electrolytes have the advantages of excellent
stability, low volatility, and non-flammability. Meanwhile, ionic
liquids can not only be used directly as liquid electrolytes, but
also as electrolyte salts in organic solvents. Typical cation-
based ionic liquid electrolytes include pyrrolidinium, ammo-
nium and phosphonium. The most commonly used anions of
ionic liquid electrolytes are TFSI ', NO; , PFs , BF, , Cl, Br~
and I"."* Despite their numerous advantages, the low ionic
conductivity and high viscosity of ionic liquid electrolytes are
detrimental to the cycling stability and rate capability of MIHCs.
Therefore, it is necessary to optimize ionic liquids with high
ionic conductivity and low viscosity.

3. Pristine MOFs for MIHCs

By designing the components and structures of MOFs, func-
tional MOFs with high activity and stability can be created for
MIHCs. In terms of components, a variety of metal nodes and
optional organic ligands can be selected to construct MOFs with
various desirable properties. For the structure, the inherently
high porosity of MOFs is expected to enable high accessibility of
active species and facilitate reaction kinetics due to open pore
channels and host-guest interactions.*” The construction of
MOFs with advanced structures by judicious selection of metal
nodes and organic ligands combined with a well-designed pore
size/structure provides an outstanding platform for MIHCs.

3.1. Role of the conductive framework

Compared with traditional porous materials, MOFs constructed
from multifunctional metal ions/clusters and organic ligands
have a tunable porosity, composition, and structure. Unfortu-
nately, most MOFs are composed of inactive organic ligands
and exhibit low electronic conductivity, which leads to the low
utilization of active sites.” In order to improve the conductivity
of MOFs, the optimization of ligands and structures is urgently
needed.’” Representatively, Bao's group synthesized two-
dimensional (2D) conductive Co-HAB composed of Co®" nodes
and redox-active hexaaminobenzene (HAB) by integrating the
high conductivity and high density of redox-active centers.'** In
an organic electrolyte, the conductive Co-HAB stores nearly
three Na' and electrons per HAB, and shows substantial pseu-
docapacitive contributions, providing an alternative for the
construction of high-performance SIHCs.

MOFs with good electrical conductivity as well as rational
structures have been developed and used for energy storage
devices, which provide a large number of active sites and
facilitate the contact of electrode materials with electrolytes.'*
Conductive MOFs exhibit satisfactory electrochemical perfor-
mance due to their excellent electron/ion transport proper-
ties.”*® The study of conductive MOFs provides a potential
solution for solving the kinetic matching of electrode materials
in MIHCs. Dong et al. further developed conductive Ni-HAB for
fast Na* storage.'”” The redox active site of Ni-HAB is centered
on the HAB linkers, while Ni** serves as a bridge to stabilize the
linker and achieves high electrical conductivity (Fig. 4a and b).

© 2022 The Author(s). Published by the Royal Society of Chemistry
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Fig. 4 Pristine MOFs for MIHCs. (a) Chemical structure, (b) space-filling model of Ni-HAB. (c) Coulombic efficiency and capacity retention of the
SIHC for 5000 cycles. Reproduced with permission from ref. 127. Copyright 2021, American Chemical Society. (d) Chemical structure, (e) TEM
image of Cosz(HHTP),. (f) Cycling stability of the LIHC. Reproduced with permission from ref. 76. Copyright 2019, Royal Society of Chemistry. (g)
Synthesis schematic and structural configuration of the Co,4—Ir MOF. (h) Schematic diagram of the lithium storage mechanism and active sites of
the Cos—Ir MOF. Reproduced with permission from ref. 128. Copyright 2021, Wiley-VCH. (i) The single-crystal structures of meso—microporous
Zr-MOF. (j) Proposed lithiation/delithiation processes in the Zr-MOF anode. (k) Rate performance of the LIHC at different current densities.

Reproduced with permission from ref. 81. Copyright 2020, Wiley-VCH.

Ni-HAB exhibits high rate capability with a capacity of over
100 mA h g™' at a high current density of 10 A g '. The SIHC
constructed based on the Ni-HAB anode exhibits high energy/
power density and long cycling performance over 5000 cycles
(Fig. 4c).

The rational optimization of the morphology can enable
faster electron/ion transport. Sun et al. reported a one-
dimensional (1D) conductive MOF nanowire (Fig. 4d and e),”
and the as-synthesized Co;(HHTP), was composed of Co>" and
2,3,6,7,10,11-hexahydroxytriphenylene (HHTP). Each of the
ligands can be oxidized to achieve charge balance with the
metal centers, which is important for increasing the charge
density of Coz(HHTP),. As a high-rate anode for LIHCs, Cos(-
HHTP), with high conductivity provides high reversible lithium
storage capacity, exhibiting large capacities of 715 mA h g~ * at
0.1Ag 'and 380 mAh g "' at2Ag . Afull LIHC assembled
with Co;(HHTP), and an AC cathode showed a large capacitance
of 67 F g~ " with a stable operating voltage up to 4 V. However, its
cycle life is unsatisfactory (Fig. 4f).

To maximize the exposure of molecular pores to the elec-
trolyte, the synthesis of conductive MOFs on current collectors

© 2022 The Author(s). Published by the Royal Society of Chemistry

is an efficient approach. A Cu-based conductive MOF nanowire
(Cu-CAT) with a metal catechol (CAT) structure was synthesized
on nickel foam.” The synthesis procedure involves a facile
solution process of copper acetate and HHTP. The effective
orbital overlaps between Cu®** and organic ligands endow Cu-
CAT with remarkable charge transport properties. Benefiting
from the uniform molecular pore structure, Cu-CAT exhibits
great potential as an anode for SIHCs. The process of sodium
storage is through the coordination of Na* with O in the C-O
bond, accompanied by the reduction of Cu®** to Cu®.

The design of MOFs with bi-continuous electronic/ionic
conducting networks will greatly improve electrochemical
performance. Rationally tailoring the topological structures and
components of MOFs is a promising route to realize high
electrical conductivity and energy density. A cluster-bridging-
coordinated bimetallic Co,~Ir MOF has been designed as
a high-rate anode for LIHCs (Fig. 4g)."”® The Co,-Ir MOF is
assembled from Co,(i,-O) clusters bridge-coordinated by
Ir(ppy-COOH);, while its ordered porous framework and lami-
nated stacking structure provide favorable conditions for the
rapid transport of Li" (Fig. 4h). This bimetallic conductive MOF

Chem. Sci., 2022, 13, 1981-12015 | 11987
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anode can be well matched with capacitor-type cathodes when
applied to LIHCs.

Despite the tremendous progress in research on conductive
MOFs as electrodes for MIHCs, their practical application is still in
its infancy. Moreover, the specific surface area and functionality of
current conductive MOFs cannot meet practical demands. On the
other hand, their ligands are generally expensive, which seriously
hinders their commercial application. Therefore, the design and
optimization of ligands will be of great value in the future.

3.2. Role of the open framework

The open framework structure offers multiple advantages, such
as fast kinetics and robust durability. Prussian blue analogues
(PBAs) can be regarded as the simplest MOFs. As a class of PBAs,
metal hexacyanoferrates (M-HCF) have open frameworks and
multiple active sites.”” Their larger interstitial spaces facilitate
the intercalation/deintercalation of metal ions in the cyano-
bridged network.™ In Pazhamalai's research,'* aqueous LIHCs
based on Cu-HCF and graphitic carbon were fabricated. Cu-HCF
and graphitic carbon were used as an intercalation electrode and
a capacitor electrode, respectively. Electrochemical studies
demonstrate the existence of intercalation capacitance in Cu-
HCF, which stores charges through the intercalation/
deintercalation of electrolyte ions. The constructed aqueous
LIHC with a potential window of 2.2 V exhibits a high specific
capacitance of 63.64 F g ' and a high energy density of
42.78 W h kg™ ", as well as a long cycle life. Although MOFs with
open frameworks have shown potential applications in MIHCs,
their capacities are still unsatisfactory. The optimization of the
structure and the modulation of the active site are expected to
pave the way for their further applications.

3.3. Role of porosity

The reticular chemistry of MOFs ensures ordered porosity and
abundant active sites.”® Meanwhile, the regulation of the
assembled form and length of ligands can effectively adjust the
microenvironment of pores in MOFs."**'** Appropriate micro/
mesoporous channels can provide pathways for the rapid trans-
port of ions."** MOFs with redox-active metal centers, or organic
ligands capable of faradaic redox reactions, offer potential alter-
natives for fabricating high-performance electrodes in MIHCs."**
Yan et al. reported Zr-MOFs with high crystallinity and high
stability composed of Zr*' and tetrathiafulvalene (TTF) based
ligands (Fig. 4i).** The micro/mesoporous channels of Zr-MOFs
are favorable for ion transport, and the hierarchically porous
structure facilitates the rapid diffusion of Li" during the charging-
discharging process (Fig. 4j). Meanwhile, the excellent electro-
chemical redox activity based on TTF ligands ensures fast elec-
trochemical kinetics. With Zr-MOF as a pseudocapacitive anode,
matched with an AC cathode, the fabricated LIHC exhibits a high
energy density of 122.5 W h kg™ ' and a high power density of 12.5
kW kg™ ! in the operating voltage range of 1.0-4.0 V (Fig. 4Kk).

3.4. Summary

2D conductive MOFs have graphitic-like structures and form 2D
layer lattices through planar coordination between metal nodes

1988 | Chem. Sci,, 2022, 13, 11981-12015

View Article Online

Review

and organic ligands. Furthermore, these 2D layers are stacked
along the z-axis via 7-m interactions, resulting in regular and
open channels that provide shortened paths for fast ion diffu-
sion. The 2D structure provides an ultra-high specific surface
area with abundant active sites, which is beneficial for ion
adsorption, surface redox reactions, and ion storage processes.
The rational optimization of the morphology can enable fast
electron/ion transport. Meanwhile, the synthesis of MOFs on
the substrate is beneficial to expose more molecular pores,
which originate from the directional growth of MOFs. The
rational modulation of the composition and topology of MOFs
is a promising approach to achieving high electrical conduc-
tivity and energy density, and bimetallic MOFs can provide
more active sites for better electrochemical performance.

The open frameworks of PBAs contain open channels and
gap sizes, which provide abundant 3D diffusion channels for
the diffusion of various charge carrier ions, and the robust open
framework structure leads to good cycling stability of PBA-based
electrodes. PBAs exhibit excellent electrochemical performance
in aqueous devices. In addition to the traditional intercalation/
extraction of charge carrier ions, the co-intercalation/extraction
of protons and metal ions is observed. For the intercalation of
multivalent metal ions in PBA electrodes, the poor diffusion
kinetics is mainly due to the large electrostatic interaction
between the multivalent metal ions and the host framework.
Structural water can accelerate the diffusion of multivalent
metal ions through a charge shielding mechanism. However,
the presence of structural water promotes the formation of
crystal vacancies in PBAs and leads to a shortened cycle life of
the electrodes. Therefore, the balance between the structural
water content and cycle life of PBA electrodes needs to be
explored. Pristine MOFs as electrode materials for MIHCs are
summarized in Table 1.

4. MOF composites for MIHCs

Due to the low electrical conductivity of most pristine MOFs,
compounding with conductive materials can effectively
ameliorate this shortcoming. Meanwhile, MOFs can also be
used as supports to load active substances, and their structural
stability provides more possibilities to achieve enhanced
performance.” On the other hand, the synergistic effect
exhibited by MOFs combined with active materials can provide
excellent electrochemical performance and special functions.
Typically, carbon materials, metal species, active materials,
conductive substrates, and polymers are selected for com-
pounding with MOFs.***

4.1. MOF modified electrode materials

MOFs as metal ion modulation layers can effectively regulate the
deposition behavior of metals.***'*° Therefore, MOF-based
interface engineering to optimize the stability and reaction
kinetics of electrode materials has attracted considerable atten-
tion. The surface modification of Zn anodes in ZIHCs provides an
advanced strategy for fabricating high-performance Zn-based
energy storage devices. Among them, modulating the diffusion,

© 2022 The Author(s). Published by the Royal Society of Chemistry
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Table 1 Pristine MOFs as electrode materials for MIHCs
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Energy density Power density
MOFs Applications Configurations Whkg™h Wkg™h Cycling stability Ref.
Ni-HAB STHC Ni-HAB//N2;V,0,(PO,),F/AC 127 17 309 5000 cycles (1 Ag™1) 127
Cu-CAT SIHC Cu-CAT//AC 132.85 2980 100 cycles 75
Co3(HHTP), LIHC Co3(HHTP),//AC spheres 64 10 000 1000 cycles (1 A g™ 1) 76
Co,-Ir MOF LIHC Co,-Ir MOF//AC 165.4 12 000 3000 cycles (4 A g™ 128
Cu-HCF LIHC Cu-HCF//graphitic carbon 42.78 2619 5000 cycles (5 mA cm™?) 131
Zr-MOF LIHC Zr-MOF//AC 122.5 12 500 1000 cycles (2 Ag™) 81

nucleation, and deposition behaviors of Zn** through MOF
composites to balance the kinetic differences between the anode
and cathode in ZIHCs has brought light to this research direc-
tion. In typical ZIHCs, the slow stripping/plating rates of Zn lead
to dendrite growth and accumulation of ions at the electrode/
electrolyte interface, thus creating concentration polarization.
Leng et al. achieved fast and uniform Zn deposition by pre-
growing ZIF-8 (ZIF stands for zeolitic imidazolate framework)
on carbon cloth (CC@ZIF-8),*> and CC@ZIF-8 accelerated the
diffusion rate of Zn>* on the Zn anode (Fig. 5a). The nano-Zn
deposits induced by ZIF-8 act as Zn nuclei, while the CC with
uniform Zn deposition acts as an ion supplementary layer to
enhance the stripping/plating rate of Zn (Fig. 5b). The assembled
ZIHC provides a high specific capacitance (302 Fg ' at 0.5 Ag™ ),

a high rate capability (188 F g~ " at 20 A g~ '), and a cycle life of
over 10 000 cycles at 1 A g~ ' (100% capacitance retention).

A similar strategy was extended to PIHCs. An ultrathin ZIF-8
interphase layer with ordered pores and high stability was
constructed on the surface of black phosphorus nanosheets
(BPNSs) (Fig. 5¢).** The as-prepared BPNS@ZIF composites
showed superior performance to BPNSs when used as the anode
for PIHCs (Fig. 5d and e). This is attributed to the ordered
porous structure and high stability of the ZIF interfacial layer,
which are important factors that facilitate the diffusion of K"
and accommodate the volume change of black phosphorus
during the charging-discharging process.

Due to the ordered pore structure and inorganic-organic
hybrid properties of MOFs, their use as modulation layers on
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Fig. 5 MOF composites for MIHCs. (a) The "nucleation-growth-cycling” process of CC@ZIF-8 combined with a Zn anode. (b) DFT optimized
positions of 1, 4 or 7 Zn atoms adsorbed on CC@ZIF-8. Reproduced with permission from ref. 82. Copyright 2021, Royal Society of Chemistry. (c)
Schematic diagram of the synthesis process of BPNS@MOF. (d) Ragone plots of BPNS@MOF//AC and BPNS//AC for PIHCs. (e) Cycling
performance of BPNS@MOF//AC and BPNS//AC for PIHCs. Reproduced with permission from ref. 85. Copyright 2021, Springer. (f) Thermal
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HFP, and Celgard. Reproduced with permission from ref. 84. Copyright 2021, Elsevier.
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the surface of electrode materials can achieve high durability
and uniform deposition of metal ions. The functionalities of
MIHC electrode materials can be improved by the flexible
design of the pore structure and framework chemistry of MOFs.

4.2. MOF modified separators

Most explorations of MOFs and their derivatives have focused
on designing or optimizing electrode materials, but few have
focused on multifunctional separators. The inorganic-organic
hybrid properties and pore structure of MOFs offer several
advantages for the modification of separators, especially effi-
cient molecular/ion sieving capabilities."** MOFs with a tunable
porosity, ordered pore structure, and large surface area are used
for the separation of soluble mediators and gas adsorption/
separation. In addition, by appropriately adjusting the pore
size, the target ions can be separated from the solution.

Polymers can be used both as conductive and protective
components of electrode materials and as functional separators
for energy storage devices."*>'** The development of composites
of MOFs and polymer separators is of great significance for
energy technology. In Feng's report,® activated UiO-66 (UiO
stands for the University of Oslo) was selected as the functional
active filler to modify a porous poly(vinylidene fluoride-
hexafluoropropylene) (PVDF-HFP) separator. Among them, the
activated UiO-66 has open pores to absorb more electrolyte ions,
and the acid defect sites are conducive to the transport of Na".
More importantly, UiO-66 does not react with Na', effectively
avoiding the dendrite growth. The excellent mechanical
strength and thermal stability of the hybrid separator ensure
the safety of SIHCs (Fig. 5f-h). A quasi-solid-state STHC based on
the multifunctional separator offers a high energy density
(182 W h kg™ " at 31 W kg™ ), a power density (5280 W kg™ " at
22 W h kg™ "), and long-term cycling stability (10 000 cycles at
1Ag).

On the other hand, based on the structural properties of
MOFs, the composite of MOFs with commercial separators
provides a feasible route to achieve durable and well-
performing MIHCs. In a recent report, ZIF-7 was used in the
modification of glass fiber separators to suppress the shuttle
effect of soluble redox mediators.®® This confinement effect
comes from the physical obstruction and chemisorption of ZIF-
7, the micropores of ZIF-7 restrict the diffusion of soluble redox
mediators, and the chemisorption prevents their intergranular

Table 2 MOF composites as functional components for MIHCs
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migration. This synergy allows LIHCs to display high energy
density and long-term cycling stability.

4.3. Summary

MOFs as metal ion modulation layers effectively adjust the
deposition behavior of metals, which originates from the
ordered pore structure and inorganic-organic hybrid properties
of MOFs. In particular, Zn metal is widely used as the anode of
ZIHCs. The surface modulation of the Zn anode with MOFs can
regulate the diffusion and deposition behavior of Zn>" to
balance the kinetic differences between the anode and cathode
in ZIHCs. Although metal anodes are not suitable for LIHCs,
SIHCs and PIHCs, the ordered pore structure and high stability
of MOFs enrich the functionalities of electrode materials and
accommodate the volume changes of electrodes during
charging and discharging. On the other hand, the inorganic-
organic hybrid properties and pore structure of MOFs provide
efficient molecular/ionic sieving ability for the modification of
separators. The pore structure of MOFs can confine the diffu-
sion of soluble mediators and provide chemisorption. By
adjusting the pore size, the sieving of target ions can also be
achieved. MOF composites as functional components for
MIHCs are summarized in Table 2.

5. MOF derivatives for MIHCs

Due to the limited stability and electrical conductivity of pris-
tine MOFs, MOF derivatives have been widely explored for
EES."* MOFs with a tunable composition and structure can
serve as ideal templates for constructing nanostructures. The
inherent organic ligands in MOFs provide a functional platform
for their annealing in an inert atmosphere to form carbon
materials. Importantly, the inorganic-organic hybrid structure
of MOFs easily achieves uniform distribution of metal compo-
nents and carbon.'® Porous structures can be achieved with the
decomposition of organic ligands and evaporation of metals at
high temperatures. Meanwhile, the pore size of the derivatives
can be tuned by designing the pore structure of the MOF or
controlling the conditions of pyrolysis. The control of pore size
and efficient combination of pores with different sizes would be
beneficial for fast electron and mass transport. For the func-
tionalization of MOF derivatives, for example, the introduction
of heteroatoms into nanostructures can provide improved

Energy density ~ Power density
MOF composites Applications  Configurations Whkegh Wkeg™h Cycling stability Ref
MOF modified electrode materials
Carbon cloth@ZIF-8 ZIHC Zn/carbon cloth@ZIF-8//carbon  107.4 16 200 10 000 cycles (1 Ag™") 82
Black phosphorus@ZIF-8§  PIHC Black phosphorus@ZIF-8//AC 93 9380 6500 cycles (1 A g™ 1) 85
MOF modified separators
Ui0-66@PVDF-HFP SIHC TiO,//AC 182 5280 10 000 cycles (1 Ag™Y) 84
Glass fiber@ZIF-7 LIHC Li, TiSiO5//AC 238.56 14 295 4000 cycles 2 Ag™) 88
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adsorption/desorption isotherms and pore size distributions of the a-Fe,O3 NP and a-Fe,Oz HPNP. (c) Specific capacities of the a-Fe,Oz NP and
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Schematic diagram of the fabrication of TizC,@C0304/Zn0O. (e) Cycling performance of Coz04/Zn0O, TizC,, and TizC,@C0304/Zn0O over 1200

cycles at 2 A g~
Copyright 2022, Elsevier.

conductivity and more active sites. Among them, some ligands
containing heteroatoms can easily achieve heteroatom doping
after heat treatment.

Generally, the calcination of MOFs in air is a common
strategy to convert them into metal oxides. Annealing MOFs in
an inert atmosphere reduces the metal species to metal nano-
particles, while the organic ligands decompose and transform
into porous carbon. In this case, the metal species will convert
to a metal oxide if a source of oxygen (such as oxygen in the
ligand) is present. Annealing MOFs in the presence of sulfur,
selenium, or phosphorus sources in an inert atmosphere will
produce sulfides, selenides, and phosphides, respectively.'*®
The fabrication of metal-free porous carbons is often performed
by removing metal species through acid solutions or by evapo-
rating low-boiling metals at high temperatures. In some cases,
MOFs can be converted into porous metal compounds by
hydrothermal methods.**”

5.1. MOF-derived metal compounds

The unique structure, high porosity and large specific surface
area of MOFs make them excellent templates for the prepara-
tion of different nanomaterials. Using MOFs as templates to
obtain metal compounds has achieved a higher surface area
and uniform distribution of active materials.*® Furthermore,
developing advanced nanoarchitectures based on the structural
advantages of MOFs can not only shorten the diffusion paths of
ions to optimize reaction kinetics, but also effectively alleviate
the volume change of battery-type materials during charging
and discharging. Tan et al. demonstrated that hollow porous a-
Fe,O; nanoparticles (a-Fe,O; HPNPs) are high-performance

© 2022 The Author(s). Published by the Royal Society of Chemistry

Yin a Li-half cell. () Nyquist plots of Coz04/Zn0O, TisC», and TizC,@C0304/ZnO. Reproduced with permission from ref. 86.

anodes for LIHCs."® Among them, the material and nano-
structure of the electrode are both critical. The conversion of Fe-
MOFs to o-Fe,O; HPNPs was achieved by a one-step sol-
vothermal method (Fig. 6a). The porous structure of o-Fe,O3
HPNPs shortens the diffusion path of Li* and accelerates the
diffusion of Li" (Fig. 6b and c), and the hollow structure buffers
the volume change of a-Fe,O; during the cycling process. When
a-Fe,O; HPNPs were paired with a high specific surface area
carbon nanosphere cathode and a LIHC was assembled, the
device provided a high energy density of 107 W h kg "

a power density of 0.24 kW kg™', and maintained an energy
density of 86 W h kg™ " at a high power density of 9.68 kW kg™ ".
It also exhibits excellent cycling stability, achieving a high
capacity retention of 84% after 2500 cycles at 1 Ag™"

In another report, a composite of bimetallic MOF-derived
C030,/ZnO with Ti;C, nanosheets was achieved by electro-
static assembly (Fig. 6d).** The hollow porous Co030,/ZnO
provides abundant active sites and open channels for lithium
storage, while the Ti;C, conductive network provides fast
electron/ion transport (Fig. 6e and f). This advanced hybrid
structure shows excellent structural stability, thereby enhancing
the electrochemical performance of the LIHC. When matched
with an AC cathode, the LIHC delivered a high energy density of
196.8 W h kg™ at a power density of 175 W kg ™"

The MOF-derived metal compounds achieve a uniform
distribution of active species, which is attributed to the ordered
metal nodes in MOFs. Although the controlled synthesis and
structural design of MOF precursors can provide more active
sites and fast kinetics, their electrical conductivity still needs to
be improved, and the volume expansion during conversion
reactions and alloying needs to be addressed. Therefore, MOF-
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derived metal compounds/carbons seem to be more popular
because of their improved electrical conductivity and diverse
functionalities.

5.2. MOF-derived carbons

Carbon materials have good electronic conductivity and chem-
ical stability, making them competitive candidates for energy
storage systems. In particular, optimized carbon materials with
reasonable pore size distribution or heteroatom doping tend to
provide satisfactory performance. Generally, carbon materials
are prepared by the carbonization of organics. However, their
porous structure and chemical composition are difficult to
customize.™’

MOFs are porous polymers assembled from metal ions/
clusters and organic ligands. Compared with traditional
precursors for carbon materials, MOFs have become a popular
choice due to their customizable composition, pore structure,
and ease of functionalization with heteroatoms.” These
advantages make them ideal templates for the fabrication of
porous carbons. Due to the organic components in MOFs,
porous carbons can be easily fabricated by the pyrolysis of MOFs
without additional carbon sources.**® Meanwhile, these advan-
tages have encouraged researchers to explore MOF-derived
carbons in energy storage systems, especially MIHCs. Banerjee
and co-workers reported a high surface area 3D carbon cuboid
cathode fabricated from MOF-5, and paired with a Li,TisO;,
anode in a LIHC.*® Gu et al. prepared a high-performance STHC
with ZIF-8-derived carbon as a capacitor-type anode and P2-
Nay 7C00sMn, 50, as a battery-type cathode, achieving high
power and energy density.'* Interestingly, the pore size,
heteroatom doping, and functional groups of MOF-derived
carbons provide structural and compositional advantages for
the construction of high-performance electrode materials.

5.2.1. Role of pore size. In typical carbon materials, such as
widely used AC, despite their large specific surface area, their
narrow microporosity leads to inefficient storage of solvated
ions.*™ However, the highest capacitance is expected when the
pore size of the carbon matches the size of the solvated ions.***
The pore structure significantly affects the accessibility and
storage capacity of solvated ions in the electrolyte. In general,
macropores provide a shortened pathway for the rapid transport
of electrolytes, while micropores and mesopores provide larger
surface areas to fully expose more accessible active sites.*****”
The hierarchical pore structure of porous carbon can not only
provide abundant reaction sites during electrochemical reac-
tions, but also satisfy ion transfer and ion storage during fast
adsorption/desorption.**®

Ordered pore structures and hierarchical porosity are ex-
pected to be achieved through multiscale pore engineering of
MOFs for the development and optimization of energy storage
devices.” Therefore, the customization and optimization of
carbon pore size through MOF-derived porous carbon is a facile
and efficient approach. Zou et al. performed directional control
of the pore size and graphitization degree of ZIF-derived
carbons by adjusting the molar ratio of Co/Zn ions in ZIFs,**
and explored the relationship between these properties and

1992 | Chem. Sci,, 2022, 13, 11981-12015
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capacitive behavior (Fig. 7a-d). Interestingly, a suitable pore
size of 1.5-3 nm can well match the size of solvated PFs ", and
the strong adsorption/desorption interactions enhance the
capacitive behavior of LiPFs. Meanwhile, the high degree of
graphitization effectively improves the rate capability. Wang's
group proposed a ZIHC based on an N,N-dimethylformamide
(DMF) electrolyte containing Zn(CF3S03),,"** which consists of
a MOF-derived porous carbon (MOF-PC) cathode and a Zn
anode. By in situ attenuated total reflection-Fourier transform
infrared (ATR-FTIR), the charge storage mechanism of the MOF-
PC cathode was demonstrated, mainly involving the adsorption
and exchange of anions/cations in macropores and this
macropore-dominated charge storage enables fast charge/
discharge even under high mass loading (Fig. 7e-h). Further-
more, based on the aprotic nature of DMF and the complex
formed by Zn>" and DMF in the electrolyte, Zn-corrosion can be
avoided and dendrite-free Zn plating/stripping can be achieved.
Therefore, this ZIHC has a long cycle life of over 9000 cycles and
a Zn-utilization rate as high as 2.2%.

The coupling of suitable pore sizes and well-designed
nanostructures exhibits surprising potential in MIHCs. 2D Co/
Zn-MOF arrays were transformed into N-doped mesoporous
carbon nanosheets (mp-CNS) (Fig. 7i).”” Based on this meso-
porous carbon platform, VO, and NazV,(PO,); (NVP) were
encapsulated in carbon shells, respectively (Fig. 7j). The
uniform N-doping and high surface area in mp-CNS construct
a 3D conductive network for fast electron/ion transport (Fig. 7k).
A quasi-solid-state flexible SIHC based on the VO,@mp-CNS
anode and NVP@mp-CNS cathode provides high energy/power
density and an excellent cycle stability. Lu et al. fabricated N-
doped carbon nanotube-coated porous carbon (CNT@PC)
derived from a ZIF-67 precursor.'®> Among them, porous carbon
has a high specific surface area and ion adsorption sites, CNTs
provide a conductive network, and the introduced N atoms add
additional pseudocapacitance through surface redox reactions.
In carbon structures, micropores, mesopores, and macropores
coexist, and high mesopore volume provides ion transport
channels and accommodates volume changes during ion
insertion/extraction. Benefiting from these advantages, the
CNT@PC-based SIHC and PIHC show great potential.

Based on the controllable structure/morphology of MOFs,
MOF-derived onion-like carbons were developed.®” Remarkable
structural properties, including high porosity, large surface
area, high defect concentration, and accessibility of internal
voids, ultimately lead to superior charge storage and Li" trans-
port capabilities in LIHCs. Porous carbon with a high pore
volume and specific surface area was obtained by carbonization
and acid washing of Zn-MOF assembled from 2,3,5,6-tetra-
fluoroterephthalic acid (H,TFBDC) and Zn**.*** The micropo-
rous structure of porous carbon and PFs in the electrolyte can
be well matched to obtain high capacitance. Additionally, in situ
doping of O atoms provides more active sites. The LIHC device
obtained by matching the porous carbon as a cathode with
a sucrose hard carbon anode can deliver a high energy density
of 157 W h kg™ and a high power density of 40 kW kg™ * with an
85% capacity retention rate after 4000 cycles.

© 2022 The Author(s). Published by the Royal Society of Chemistry
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Well-designed pore sizes not only provide shortened paths
for rapid transport of electrolyte ions, but also show large
surface areas to facilitate the accessibility of active sites. The
hierarchical pore structure based on MOF pore engineering can
be tailored to meet the needs of ion transfer and storage.
However, active sites cannot be created by the design of pores.
The heteroatom doping that we introduce next will alleviate this
deficiency.

5.2.2. Role of heteroatom doping. The surface chemical
state also plays a key role in the electrochemical performance of
MIHCs. In addition to their tunable porosity, MOF-derived
carbons are easily functionalized, especially by heteroatom
doping, which provides abundant active sites for the storage of
metal ions.'**'® Meanwhile, heteroatom doping can enhance
electrical conductivity by tuning the energy band structure of
carbons and modulating the chemical properties of the carbon
material surface.'® Pairing MOF-derived heteroatom-doped
carbon with battery-type electrodes is promising to obtain

© 2022 The Author(s). Published by the Royal Society of Chemistry

MIHC devices with simultaneous high energy/power density. In
an early report, MOF-derived N-doped porous carbon as the
cathode and a WO;/C microsphere anode constituted a high-
performance LIHC.* Another report used carbonized ZIF-8 as
a cathode and assembled it with a nano-network structured Ni/
NiO/C anode for robust LIHCs.'® Unfortunately, these reports
do not provide insight into the role of heteroatom doping.

In recent years, the study of MOF-derived heteroatom-doped
carbons has attracted great interest. Li and co-workers fabri-
cated pyridinic N-rich porous carbons via pyrolysis and acid
etching of ZnCo bimetallic MOFs (Fig. 8a).” The micro/
mesopores in porous carbon are beneficial for fast Zn>" trans-
port and storage, and the abundant N doping, especially
pyridinic N with high binding energy to Zn”*, provides addi-
tional sites for Zn>" storage (Fig. 8b). Additionally, the in situ
formed CNTs and residual metal species enhance the electrical
conductivity to facilitate fast electron transfer. The aqueous
ZIHC based on this pyridinic N-rich porous carbon exhibits

Chem. Sci., 2022, 13, 1981-12015 | 11993
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satisfactory zinc storage properties, including a high capacity of
302 mAhg'at1Ag " and along cycle life. In addition, the
assembled quasi-solid-state ZIHC devices also exhibit excellent
electrochemical performance and flexibility.

Integrating heteroatom doping with optimized carbon
structures into one system will provide an excellent platform for
the construction of advanced MIHCs. In Ruan's report,'”® they
constructed N-doped hierarchical dual-carbon structures,
including a combination of 3D N-doped microporous carbon
and 2D reduced graphene oxide (rGO) (Fig. 8c). The outer rGO
improves the conductivity while maintaining the structural
stability, and the optimal ratio of N doping in the inner
microporous carbon provides more sites for K* storage and
induces pseudocapacitive behavior (Fig. 8d). Furthermore, the
porous structure dominated by micropores can effectively
buffer the volume change of the carbon framework during the
K" intercalation/deintercalation process. Benefiting from this
synergistic effect, the PIHC based on this dual-carbon anode
and AC cathode provide ultra-high energy/power density and

1994 | Chem. Sci,, 2022, 13, 11981-12015

high cycling stability (over 12 000 cycles) at a current density of
2Ag L

Considering that metal oxides can be used as sacrificial
templates for the synthesis of MOF structures, Yuksel et al.
initiated the formation of Zn>" by etching the ZnO template
with 2-methylimidazole, and then Zn®*" and ligand groups
formed ZIF-8 on the surface of the ZnO template."”* After
pyrolysis, necklace-like N-doped tubular carbons with high
aspect ratios were synthesized. The high N content, large
surface area, and high micropore volume of this structure
provide an opportunity to fabricate high-performance aqueous
ZIHCs, exhibiting an energy density of 189.6 W h kg ' and
a high specific capacitance of 341.2 Fg ' at 0.1 Ag™"

To combine the advantages of the pore structure of surface
chemistry, Zhu et al. transformed the hybrid structure of ZIF-8,
polypyrrole (PPy), and polyvinylpyrrolidone (PVP) into a 3D N-
doped carbon nanocage based on a strategy of pyrolysis and
activation."”? This approach achieves a high N doping content,
hierarchical porosity, and open channels. Due to the advantages

© 2022 The Author(s). Published by the Royal Society of Chemistry
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of the composition and structure, the ZIHC based on this
carbon cathode shows enhanced Zn>" storage capacity, excel-
lent stability and a high energy/power density of 107.3 Wh kg '/
16 647.7 W kg™,

Single heteroatom doping provides improved conductivity
and active sites. However, for higher electrochemical perfor-
mance, dual-heteroatom doping may be more attractive, which
is attributed to the synergistic effect between them. Xu's group
proposed a solid-state gas-steamed approach for the conversion
of ZIF-8 into open-wall carbon cages enriched with N and P
doping.*®* PH; decomposed by NaH,PO, caused defects and
introduced phosphorus sources during the pyrolysis of ZIF-8.
The open carbon cages offer great potential for cathodes for
aqueous ZIHCs, where the open-walled structure provides
channels for enhanced mass transport, and the active sites
generated by N and P doping facilitate the chemisorption of
Zn>*. As a validation, this carbon cage shows a wide operating
voltage of 2.0 V and a high capacity of 225 mAhg " at0.1Ag™ "
Meanwhile, it exhibits a high capacity retention rate of 96.5%
after 300 000 cycles (50 A g~ ). The assembled soft-pack ZIHC
device delivers a high energy density of 97 W h kg™ " and a high
power density of 6.5 kW kg, and works well over a wide
temperature range. Besides, Lei et al. proposed ZIF-8-derived N,
O-doped porous carbon as a cathode for ZIHCs."”® Compared
with N-doped carbon obtained by direct carbonization of ZIF-8
in most reports, they added KOH for activation after carbon-
ization, followed by secondary annealing, and obtained N, O
dual-doped carbon after soaking in HNO;. It provides excellent
zinc storage capacity due to its high surface area, hierarchical
porosity, and abundant active sites. In another report,"”* N, O
dual-doped hierarchical porous carbon integrated with carbon
cloth was developed. The synthesis process involves the
combination of ZIF-8/polyacrylonitrile (PAN) with carbon cloth,
and a carbonization step (Fig. 8e). Benefitting from its suitable
pore size distribution, high specific surface area, inter-
connected conductive network and N, O heteroatom doping,
this hierarchical porous carbon structure exhibits fast electron/
ion transport as a cathode for ZIHCs and provides high capacity
(138.5 mA h g ' at 0.5 A g '), excellent rate capability
(75 mA h ¢! at 20 A ¢ "), and robust stability (over 10 000
cycles). More importantly, the mechanism of reversible chem-
ical absorption/desorption of dual cations (Zn>" and H") on the
cathode to increase capacity during charge/discharge is
revealed (Fig. 8f).

Multi-heteroatom doping is expected to provide more
exciting electrochemical performance due to the complemen-
tary advantages and enhanced synergy between multiple
heteroatoms. Leng et al. coated ZIF-8 with phosphatidylcholine
and prepared N, P, O tri-doped carbon nanocage cathodes for
ZIHCs after carbonization.?” Density functional theory (DFT)
calculations show that the most stable adsorption sites for Zn
atoms are N vacancies and P-O sites (Fig. 8g and h). Due to the
high surface area, hierarchical porosity, and multi-heteroatom
doping of the cathode, the ZIHC provides a high specific
capacitance of 310 Fg ' at 0.5 A g .

In order to fabricate carbon materials with higher electro-
chemical activity, a leap from single-heteroatom doping to

© 2022 The Author(s). Published by the Royal Society of Chemistry
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multi-heteroatom doping has been achieved. Different hetero-
atom doping yields various heteroatom groups, and their degree
of modulation of the carbon structure is significantly different,
which leads to a rational combination between them to produce
enhanced synergistic effects. It is important to note that as the
number of heteroatoms increases, their respective roles become
more difficult to understand.

5.2.3. Role of oxygen functional groups. Heteroatom
doping is generally regarded as an effective strategy to improve
the electrochemical performance of carbon materials. However,
the effect of oxygen functional groups is often overlooked.
Oxygen functional groups can provide opportunities to further
improve the electrochemical performance, and abundant
oxygen functional groups can provide additional capacitive
adsorption sites for metal ions, which can significantly increase
the capacity.'”>"”® Lu's research group proposed that the C-O
bond participates in the Zn storage process by forming C-O-Zn
with Zn**, while the additional N doping can significantly
promote the chemisorption of Zn**.*’? Shao et al. demonstrated
that carboxyl and carbonyl groups can significantly improve
Zn** chemisorption, pseudocapacitive redox activity, and
aqueous electrolyte wettability.'®* It has also been reported that
the hydroxyl group promotes the storage behavior of Zn>" in
porous carbon, and the pseudocapacitive contribution and the
chemisorption of Zn>" have been investigated.'s! Yan's group
demonstrated that oxygen-containing functional groups in
carbon nanosheets provide defects and additional active sites.
These features facilitate K' storage and enable high-
performance PIHCs.'®

Although some O-doped carbons for MIHCs are presented in
the chapter on heteroatom doping, these reports do not provide
insight into the role of oxygen functional groups. Given the
important properties of oxygen functional groups,® it is
necessary to emphasize the unique position of oxygen func-
tional groups in MIHCs. Due to the selectable ligands in MOFs,
as well as the addition of guest molecules during carbonization,
the functionalization of carbon surfaces, especially oxygen
functional groups, can be easily achieved.’® In Shao's report,
they designed a porous carbon microsheet with highly disor-
dered and interlayer-expanded structure by carbonization and
acid treatment of Mn-MOF (Fig. 9a).'® Oxygen doping was
demonstrated by X-ray photoelectron spectroscopy (XPS),
including C=0 quinone groups, C-OH hydroxylic groups and
-O-C=0 carboxyl groups (Fig. 9b and c). The presence of
oxygen functional groups can enhance electrolyte wettability to
increase the active surface area and provide additional active
sites for K storage (Fig. 9d). By using porous carbon micro-
sheets as an anode and assembling a PIHC with an AC cathode,
a high energy density of 120 W h kg™ ', a maximum power
density of 26 kW kg™ and a long-term cycle life of over 120 000
cycles were provided. In another report, sharpened pencil-like
hierarchical porous carbons were derived from the carboniza-
tion of MIL-47 (V), followed by acid etching and KOH activation
in sequence (Fig. 9¢)."®® The oxygen functional groups on the
carbon surface were analyzed by using XPS spectra (Fig. 9f and
g), including O=C, O-C and O=C-O. Oxygen-containing
functional groups can form a hydrophilic surface, thereby

Chem. Sci., 2022, 13, 1981-12015 | 11995
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Elsevier.

reducing the interface resistance and facilitating the diffusion
of electrolyte ions. Meanwhile, the oxygen-containing func-
tional groups of quinone type (C=0) can provide pseudocapa-
citance for carbon materials through structural conversion
between benzoquinone and hydroquinone. The GCD curves
exhibit a slightly distorted triangular shape, demonstrating the
additional contribution of pseudocapacitance to charge storage.

1996 | Chem. Sci, 2022, 13, 1981-12015

A ZIHC based on this carbon cathode provides a specific
capacitance of 289.2 F g~ at 0.2 A g~' and can achieve
a maximum energy density of 130.1 W h kg™', a maximum
power density of 7.8 kW kg~ * and good cycle stability (Fig. 9h).
These outstanding properties are attributed to the high specific
surface area, abundant oxygen-containing functional groups
and hierarchical porous structure of the carbon cathode.

© 2022 The Author(s). Published by the Royal Society of Chemistry
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5.3. MOF-derived metal/carbons

Benefiting from the designable metal nodes and organic
ligands of MOFs, diverse functional materials are formed from
different MOFs after annealing at a high temperature in an inert
atmosphere. Among them, the organic ligands are decomposed
into porous carbon, and the existing heteroatoms are doped
into the carbon skeleton. Metal nodes are usually reduced to
metal nanoparticles. However, under the action of other
atmospheres (e.g., NH; and PHj;) or guest molecules, specific
metal compounds are produced. Besides inheriting the porous
structure and initial morphology of MOFs, the metal species
obtained after annealing in an inert gas are usually uniformly
dispersed in the carbon matrix. The porous carbon framework
improves the overall conductivity of the material and avoids the
dissolution and aggregation of nanoparticles during electro-
chemical reactions. This hybrid structure is significantly
different from the traditional carbon coating on the surface of
metal species, which greatly improves the electrochemical
performance of metal species. These MOF-derived metal/
carbons with different functionalities exhibit satisfactory
performance in MIHCs."®’

5.3.1. MOF-derived metal nanoparticle/carbons. Although
MOFs provide a superior platform for fabricating carbon
composites, the synthesis of homogeneously dispersed metal
nanoparticles of suitable size on a carbon matrix requires
a suitable strategy. In Jia's report, N-doped carbon-coated Co
nanoparticles (Co@N-C) were prepared by carbonization of ZIF-
67."®® Among them, Co nanoparticles promoted the in situ
formation of carbon nanotubes on the surface of carbon poly-
hedrons. Due to the multilayer structure and ideal composition,
Co@N-C offers superior electron/ion transport capability and
Li* trapping capability and shows a high pseudocapacitive
contribution. The assembled LIHC achieves an excellent energy
density of 125.28 W h kg~ " and a power density of 10 kW kg™".
Bian et al. developed a general anion exchange strategy for the
construction of MOF-derived nanostructures within polymer
fibers (Fig. 10a)."® In situ conversion results in a homogeneous
dispersion of the active components. Among them, the hybrid
structure of CoSn, nanoparticles with an interconnected carbon
framework was used as the anode for LIHCs, showing high
capacity and fast electron/ion diffusion, and delivering a high
energy density of 143 W h kg~ (Fig. 10b and c).

5.3.2. MOF-derived metal oxide/carbons. Metal oxide/
carbon formed by the in situ transformation of MOFs not only
achieves a uniform distribution of metal oxides in the carbon
framework, but also achieves overall high electrical conductivity
and desirable functionality. Dubal et al. fabricated a hybrid
structure of MnO, embedded in graphene-like carbon nano-
sheets (MnO,@C-NS) based on Mn-based MOFs.”* Among
them, the hierarchical porous carbon nanosheets buffer the
volume change of MnO, and prevent its aggregation while
providing high electrical conductivity. A LIHC based on the
MnO,@C-NS anode and an ultrathin porous carbon nanosheet
cathode delivers a high energy density of 166 W h kg ' at 550 W
kg~ '. Low-boiling metals act as nodes of MOFs, and the vola-
tilization after high-temperature annealing is favorable for the

© 2022 The Author(s). Published by the Royal Society of Chemistry
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formation of a porous carbon matrix. Therefore, bimetallic
ZnMn-MOF was used for in situ conversion to MnO-
encapsulated porous carbon (MnO/PC).*° The activation of
the Zn metal centers endows the carbon matrix with a highly
porous structure. Porous carbon provides sufficient voids to
buffer the volume change of MnO, thereby preventing the
structural damage of MnO during cycling and also improving
the overall conductivity. MnO/PC exhibits extraordinary lithium
storage ability. More importantly, the MnO/PC anode can be
well-matched with AC, and the LIHC exhibits a high energy
density of 153.6 W h kg™ ' at 210 W kg ' and maintains
71.8 W h kg ' at 63 kW kg '. Kang's group designed
a MoO,@rGO mesoporous structure from NENU-5 (NENU
stands for Northeast Normal University) (Fig. 10d).”® The mes-
oporous channel facilitates the permeation of Li" between the
electrolyte and MoO,, where MoO, is embedded in the
conductive carbon network to provide a fast electron/ion
transport pathway. In addition, polyaniline (PANI) was grown
on rGO and served as the cathode. The MoO,@rGO//PANI@rGO
LHIC achieves an ultra-high energy density (242 W h kg™ 1), high
power density (28 750 W kg™ '), and long-term stability over
10 000 cycles (Fig. 10e and f). Jiao et al. obtained M-Nb,Os@C/
rGO by pyrolyzing the composite of Nb-MOF and GO."* The
porous structure enables rapid diffusion of Li" during charging
and discharging. rGO acts as both a buffer layer for volume
expansion and a conductive network. The M-Nb,O;@C/rGO//AC
LIHC provides a maximum energy density of 71.5 W h kg™,
high power density and good cycling stability. Cheng and co-
workers demonstrated an LIHC integrated with a carbonized
nickel cobalt oxide (cNiCo,0,) anode and vertically aligned
carbon nanoflake (VACNF) cathode.'”> MOF-derived bimetallic
oxide provides fast conversion reactions and high pseudoca-
pacitance, while the carbon cathode has a high electrochemi-
cally active area. The cNiCo,0,//VACNF device delivers a high
energy density of 136.9 W h kg™ " at a high power density of 40
kW kg .

Coupling advanced cathode and anode materials con-
structed from MOFs provides an ideal electrode combination
for high-performance MIHCs. Yan's group demonstrated
a SIHC consisting of a TiO,/C anode and a 3D porous carbon
cathode,'* which was designed from MIL-125 (Ti) and ZIF-8,
respectively (Fig. 10g). The robust structure of TiO,/C leads to
fast kinetics and excellent stability. The 3D porous carbon
inherits the hierarchical porous structure and high surface area
of ZIF-8, showing good capacitive performance. Therefore, the
SIHC achieves a maximum energy density of 142.7 W h kg™ and
a maximum power density of 25 kW kg~ '. Meanwhile, it has
a capacity retention rate of more than 90% after 10 000 cycles
(Fig. 10h). In fact, employing two different MOF precursors adds
complexity to the experiments. The cathode and anode derived
from a single MOF precursor appear to be more feasible. Bao's
group proposed a “two-for-one” strategy to fabricate a TiO,N,/C
anode and N-doped hierarchical porous carbon (NHPC) cathode
derived from NH,-MIL-125 (Ti).”> The small size and pseudo-
capacitive properties of TiO,N, enable it to exhibit superior
sodium storage performance, and the NHPC has a highly
porous structure, high specific area, and high N doping content.

Chem. Sci., 2022, 13, 1981-12015 | 11997
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Fig. 10 MOF-derived metal/carbons for MIHCs. (a) Schematic diagram of the fabrication process of CoSn,@CPAN nanofibers. (b) Schematic of
the configuration of a full-cell LIHC. (c) CV profiles from a three-electrode device. Reproduced with permission from ref. 189. Copyright 2020,
Elsevier. (d) Schematic diagram of the fabrication process of the MoO,@rGO anode. (e) CV curves of the MoO,@rGO anode and PANI@rGO

cathode ata scanrate of 5mV st

. (f) Charge—discharge cycling stability at 5 A g~* with a wireless charging kit charged by a solar cell. Reproduced

with permission from ref. 78. Copyright 2020, Wiley-VCH. (g) Construction process of the TiO,/C anode and ZDPC cathode. (h) Cycling
performance and coulombic efficiency of the TiO,/C//ZDPC SIHC under 1 A g—*. Reproduced with permission from ref. 193. Copyright 2018,
Wiley-VCH. (i) Schematic diagram of the preparation process of TiO,/C@NPSC. (j) LED arrays powered by the PIHC device. (k) Cycling
performance and coulombic efficiency. Reproduced with permission from ref. 80. Copyright 2020, Royal Society of Chemistry.

By coupling TiO,N,/C and the NHPC, the assembled STHC
provides excellent performance.

When metal oxides are encapsulated in a heteroatom-doped
carbon matrix, besides maintaining the inherent advantages of
metal oxide/carbon, the abundant functional groups provided
by heteroatom doping provide additional active sites for ion
storage and achieve better electrical conductivity and wetta-
bility. Bu's group reported a V,0;/N-doped porous carbon
nanorod anode derived from V-MOF and used for SIHCs.” The
small-sized V,0; particles and graphitic-N-rich carbon matrix
show excellent sodium storage properties. The device with an
AC cathode provides excellent cycling stability and exhibits
a high energy density of 38.7 W h kg™ " at 5805 W kg '. Li et al.
fabricated TiO,/C confined in N, P, S co-doped carbon by
pyrolyzing polymer-modified MIL-125 (Ti) (Fig. 10i).** The
unique dual-carbon heterostructure effectively buffers the
volume change of TiO, during charging and discharging and
provides abundant active sites, thereby enhancing the

1998 | Chem. Sci., 2022, 13, 11981-12015

pseudocapacitive-dominated K' storage. When integrated with
a ZIF-8-derived carbon cathode, the assembled PIHC provides
an energy density of 114 W h kg™ ' and a power density of 21 kW
kg~ '. In addition, it also exhibits cycle stability over 10 000
cycles (Fig. 10j and k).

5.3.3. MOF-derived metal sulfide/carbons. Metal sulfides
generally store charge through redox reactions. However, metal
sulfides have poor electrical conductivity, which are prone to
structural change during charge and discharge. Porous carbon
coating is a solution to obtain high conductivity and stability.
More importantly, this structure facilitates faster charge trans-
port and volume change control during charge and discharge.
The natural advantages of MOFs provide opportunities for
designing metal sulfide/carbon structures. Shrivastav et al.
designed ZnS@C and porous carbon based on ZIF-8, and con-
structed a SIHC."™* The in situ transformation of the MOF ach-
ieves a uniform distribution of ZnS in the porous carbon matrix

© 2022 The Author(s). Published by the Royal Society of Chemistry
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Fig. 11 MOF-derived metal/carbons for MIHCs. (a) TEM image of ZnS@C. (b) CV profiles from a three-electrode device. (c) GCD curves of the
SIHC at different current densities. (d) Cycling stability of the SIHC for 4000 cycles at 20 A g~*. Reproduced with permission from ref. 194.
Copyright 2021, Royal Society of Chemistry. (e) Schematic diagram of the preparation process of NG@SnSe/C. (f) Operando XRD patterns of
NG@SnSe/C operated for a full cycle of charge/discharge. (g) Corresponding XRD patterns within a selected 26 range. (h) CV profiles of
NG@SnSe/C and AC in half cells and a full cell of SIHCs. (i) Cycling performance of the SIHC at 0.5 A g~*. Reproduced with permission from ref. 77.
Copyright 2019, Springer. (j) Schematic diagram of the synthesis process of CoTe,@N-C. (k) Rate performance of CoTe,@N-C. (l) Long cycling
performance and coulombic efficiency of the LIHC. Reproduced with permission from ref. 197. Copyright 2021, Elsevier.

(Fig. 11a). The reasonable match of these two materials leads to
superior performance in SIHCs (Fig. 11b-d).

5.3.4. MOF-derived metal selenide/carbons. Compared
with metal oxides and metal sulfides, metal selenides show
better electrical conductivity and weaker M-Se bond strength,
which endow them with superior kinetic properties. Lu and co-
workers designed MOF-derived SnSe/C and encapsulated in N-
doped graphene (NG) by chemical vapor deposition (CVD)
(Fig. 11e).”” The inner carbon framework and outer NG carbon
shell provide NG@SnSe/C with excellent structural stability and
electrical conductivity. N doping effectively improves the
adsorption/diffusion of Na*. The sodium storage mechanism of
SnSe was deeply investigated by in situ X-ray diffraction (XRD)
(Fig. 11f and g), and the NG@SnSe/C//AC SIHC achieved a high
energy density of 115.5 W h kg™ ' and a power density of 5742 W
kg, as well as good cycling performance (Fig. 11h and i).

© 2022 The Author(s). Published by the Royal Society of Chemistry

Advanced structural and compositional designs in electrode
materials are critical for achieving high performance. Chen
et al. designed porous yolk-shell ZnSe@CoSe, based on ZIF-
8@ZIF-67." The space of the yolk-shell structure provides
a buffer for the volume change generated by the insertion of Li",
and the N-doped carbon matrix increases the lithium storage
sites and shortens the ion diffusion path. Therefore, the LIHC
integrated with AC shows high energy/power density and
excellent cycling performance. Another report demonstrates the
functionality of multi-heteroatom doping.**® Multi-heteroatom-
doped Cu, gSe/C was synthesized by selenization of Cu-MOF.
The enhanced sodium storage performance is attributed to its
high specific surface area, N, P, O co-doping, and uniform
distribution of Cu, gSe. The Cu, gSe/C//AC SIHC device provides
a high energy density of 65.8 W h kg™ " at 81.4 kW kg™, and
a long-term stability over 3000 cycles (2 A g™ ).
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Fig. 12 MOF-derived metal/carbons for MIHCs. (a) Schematic diagram of the preparation of CFC@PC/Co4N. (b) The designed architecture of an
“air chargeable” ZIHC. (c) Galvanodynamic charge curves and (d) GCD cycling stability of the integrated system. Reproduced with permission
from ref. 199. Copyright 2019, Wiley-VCH. (e) TEM image of CosZnC@NC. (f) Ragone plot of the LIHC. (g) Cycling performance of the LIHC at
1 A gL, Reproduced with permission from ref. 71. Copyright 2018, Elsevier.

5.3.5. MOF-derived metal telluride/carbons. Metal tellu-
rides have high theoretical capacities, but they also face a series
of problems, such as electrode structure destruction caused by
volume change during the charge-discharge process, limited
electron/ion transport capacity, and formation of unstable solid
electrolyte interface (SEI) films in electrolytes. Similar to other
metal chalcogenides, the design of porous carbon-coated metal
tellurides through MOFs can effectively address the above
problems. In Zhang's work, ultrafine CoTe, encapsulated in N-
doped porous carbon was synthesized after sequential carbon-
ization and tellurization of ZIF-67 (Fig. 11j)."” The in situ
encapsulation achieves agglomeration-free CoTe,, and the N-
doped carbon framework enhances the structural stability of
CoTe, and overall electrical conductivity, resulting in superior
lithium storage performance (Fig. 11k). When assembled with
a hierarchical porous carbon cathode into a LIHC, a maximum
energy density of 144.5 W h kg™’ was achieved along with
excellent power density and long cycle life (Fig. 111).

5.3.6. MOF-derived metal nitride/carbons. Metal nitrides
have high electrical conductivity similar to metals and show
great promise in EES and energy conversion.'® Zhi's group
proposed an “air chargeable” ZIHC system.'” Among them,
flexible bifunctional (energy conversion and storage) electrodes
were obtained by depositing 3D graphene on carbon fiber cloth

12000 | Chem. Sci, 2022, 13, 11981-12015

and growing ZIF-67, followed by final pyrolysis (Fig. 12a). In the
product, carbon polyhedra are wrapped with interconnected
carbon networks. The derivatives of ZIF-67 are rich in Co,N, and
this Co,N embedded in the porous carbon matrix provides
excellent electrochemical activity. Meanwhile, this material
exhibits bifunctional properties as a ZIHC cathode for energy
storage and an air electrode for energy conversion. The “air
chargeable” energy storage system shows low dependence on
the environment and great potential as a self-charging energy
storage device (Fig. 12b-d).

5.3.7. MOF-derived metal carbide/carbons. Metal carbides
are candidates for electrode materials due to their good elec-
trical conductivity, excellent chemical stability, and fast
kinetics.*® To bridge the kinetic gap between the anode and
cathode, Zhu et al fabricated Cos;ZnC-encapsulated meso-
porous N-doped carbon (CozZnC@NC) by direct pyrolysis of
ZnCo-ZIF and used as the anode for a LIHC (Fig. 12e).”* The
superb lithium storage performance of Co;ZnC@NC is attrib-
uted to the pseudocapacitive properties as well as the electron/
ion transport channels created by the hierarchical porous
structure. Biomass-derived heteroatom-doped microporous
carbon (MPC) was used as the cathode. The good matching of
the anode and cathode alleviates the kinetic imbalance.
Therefore, the Co;ZnC@NC//MPC LIHC provides a high energy

© 2022 The Author(s). Published by the Royal Society of Chemistry
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density of 141.4 W h kg™ " and a high power density of 10.3 kW
kg~ " over a wide operating voltage range (1.0-4.5 V), as well as
long cycle life (Fig. 12f and g).

5.4. Summary

The fabrication of MOF derivatives requires in situ trans-
formation of MOFs, involving chemical treatments and thermal
treatments. Among them, heat treatment has received more
extensive attention. The metal nodes of MOFs are transformed
into diverse metal species at high temperatures, and they are
uniformly distributed in the products. The transformation
products of organic ligands are influenced by the pyrolysis
atmosphere. Inert gases are usually chosen as the pyrolysis
atmosphere, which leads to the transformation of organic
ligands into porous carbons. Meanwhile, the heteroatoms in
the ligands are doped into porous carbons after the carbon-
ization of the MOFs, resulting in richer microstructures and
better electrochemical performance. The performance of
MIHCs largely depends on the electrode materials, and the
structure of the electrode material is a key factor determining its
performance. In addition to electrochemical reactions at the
electrode surface, some of them also involve bulk transport. In
addition, electrode materials need to reversibly store more
metal ions. Therefore, electrode materials need to be able to
adsorb and release metal ions rapidly and reversibly, depending
on the ion transport channel. To overcome these challenges,
designs of novel nanostructures are proposed, including 0D,
1D, 2D and 3D architectures. There are obvious differences
between them. For example, they provide different electron/ion
transport paths along the structure, resulting in different
electron/ion conductivities. The 0D architectures can relieve the
mechanical stress due to the volume change of the active
materials. The 1D architectures are able to provide efficient
electron transport paths along the length, enabling fast charge
transport. Furthermore, they are able to limit the mechanical
strain induced by volume change to a low level in the radial
direction. The large specific surface area of 2D architectures is
beneficial to fully expose the active species and increase the
contact with the electrolyte, and provide excellent structural
stability. 3D architectures usually consist of 0D, 1D or 2D
architectures. Compared with the other three architectures, the
3D architectures can provide efficient conductive networks for
active materials, leading to improved electrochemical perfor-
mance. MOF derivatives as electrode materials for MIHCs are
summarized in Table 3.

6. Optimization strategies for
electrode materials

MIHCs are considered as a competitive EES system. They couple
battery-type electrodes and capacitor-type electrodes to provide
battery-like high capacities and capacitorlike fast charge/
discharge rates. The key to constructing high-performance
MIHCs is to pair appropriate anode and cathode materials to
achieve well-matched capacity and kinetic behavior. With this in
mind, it is crucial to develop advanced anode and cathode

12002 | Chem. Sci, 2022, 13, T1981-12015

View Article Online

Review

materials to improve the rate capability of battery-type electrodes
and the capacitance of capacitive-type electrodes. Fortunately,
MOFs provide a multifunctional platform for the rational
construction of MIHCs. Despite great progress, especially as elec-
trode materials, MOFs and their derivatives still suffer from
inherent shortcomings; typically, the pore structure, conductivity,
and functionality of pristine MOFs are unsatisfactory. Meanwhile,
the intrinsic properties of a microporous-dominant structure,
irreversible aggregation of nanoparticles, and poorly controlled
structural evolution exist in MOF derivatives. These factors largely
hinder their electrochemical performance. To overcome these
limitations, structural design and component optimization can
greatly alleviate the above problems. Here, the focus is on
component-structure-property interaction relationships. These
optimization strategies include porosity engineering, vacancy
engineering, heterostructure engineering, and nanostructure
designs (Fig. 13).

6.1. Main challenges

For MIHCs, the matching of battery-type materials and
capacitor-type materials is an important factor for obtaining
high energy/power densities. Therefore, there is a need to
develop advanced electrode materials that combine high
energy/power, long-cycle stability, and a low self-discharge rate.
Meanwhile, the balance of the capacity/kinetics of the cathode/
anode can maximize the energy/power density of the device and
maintain a long cycle life.

The slow kinetics of battery-type materials leads to enormous
difficulties in realizing high-performance MIHCs. Therefore,
accelerating the ion transport rate is the key to improving the
kinetics of battery-type electrodes. For battery-type electrodes,
the modification and design of composite materials are
common methods to improve conductivity and speed up ion
diffusion. However, these traditional strategies may increase
the fabrication cost or sacrifice the energy density.

On the other hand, the capacity of capacitor-type materials
needs to be optimized. Capacitor-type materials are usually
based on carbon materials and pseudocapacitive materials. The
lower specific capacitance of carbon materials largely limits the
energy density of MIHCs. There is an urgent need to optimize
the pore structure to ensure the compatibility between carbon
materials and electrolyte ions. In addition, tuning of the
microstructure, design of nanostructures and the aforemen-
tioned heteroatom doping are included. Besides the optimiza-
tion of carbon materials, the development of pseudocapacitive
materials with high specific capacitance is also an effective
approach to improve the energy density of MIHCs, because
pseudocapacitance is based on reversible surface faradaic
reactions to store charges rather than ion adsorption/
desorption. Unfortunately, the rate performance and cycling
performance of pseudocapacitive materials are not as expected
relative to carbon materials.

6.2. Advanced optimization strategies

6.2.1. Porosity engineering. MOFs possess ordered micro/
mesoporous structures and abundant chemical compositions.

© 2022 The Author(s). Published by the Royal Society of Chemistry
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Fig. 13 Schematic diagram of the optimization strategies for electrode materials.

These properties enable highly designable pore structures
(volume, pore size, etc.) at large scales (from sub-nanometers to
tens of nanometers).> The high specific surface area and
interconnected/network porosity provide potential active sites
as well as mass transfer channels. Large pore volumes and
specific surface areas can be easily achieved by judicious design
of metal nodes and organic linkers. Despite the poor conduc-
tivity of conventional MOFs, this issue is expected to be over-
come by highly conjugated organic linkers.>*> Therefore, the
optimization of pore structures through multiscale pore engi-
neering and reticular chemistry design endows them with great
potential in MIHCs. Furthermore, annealing of MOFs in
different atmospheres can produce diverse MOF derivatives,
including porous carbon, metal compounds, metal
compounds/carbon, etc., which can inherit the structural
properties of MOFs (e.g., large specific surface area and high
porosity).>** Well-designed MOF precursors and altered process
parameters can control the structure and composition of MOF
derivatives. The relatively large interior space can withstand
significant volume changes of the active material.

MIHCs can be viewed as a combination of SCs and MIBs. In
terms of SCs, a large specific surface area and high electrical
conductivity are required to maximize the number of adsorbed
ions. Meanwhile, appropriate pore size distribution is deman-
ded for fast mass transfer and high volume-normalized power/
energy density. The quantum confinement effects that emerge
can be tuned to improve performance when the size of the pores
drops to the nanoscale or even sub-nanometer scale.>** At the
level of MIBs, it is crucial to improve rate performance through
proper pore size distribution to facilitate charge/mass transfer.
For instance, metal ions of larger sizes (i.e., Na" and K') require
larger average pore sizes in order to accommodate the corre-
sponding ions for further operation.**®

© 2022 The Author(s). Published by the Royal Society of Chemistry

To regulate the functions and properties of MOFs, it is
necessary to adjust the pore structure (e.g., topology, size, and
volume) and pore chemistry (e.g., the composition or function
of metal secondary building units and ligands). The pore
structure has extraordinary implications for the function of
MOFs. For example, micropores (<2 nm) can tune the confine-
ment effect and thus enhance the performance of SCs, and
mesopores (2-50 nm) feature a larger size than micropores,
which is beneficial to facilitate mass transport within the
network. The most straightforward way to obtain mesopores in
MOFs is the design of ligands, thereby enlarging the original
micropores by lengthening the ligands for retrosynthetic design
or de novo reticular design by modulating topologies.*** Mac-
ropores (>50 nm) can facilitate mass transfer and thus be
beneficial for rate performance.**

Pristine MOFs are chemically/heat-treated to obtain MOF
derivatives, which partially inherit the properties of MOFs. Most
MOF derivatives are generated by controlled annealing of
specific MOF precursors, and both the choices of the precursor
and the reaction conditions are critical. Typically, annealing in
air results in complete decomposition of the organic ligands,
thereby forming porous metal oxides.'*® In contrast, inert
atmospheres can convert ligands into porous carbons,**® which
in turn yield metals/carbons,**” depending on the properties of
MOF precursors. It needs to be mentioned that the pyrolysis
conditions are crucial in determining the composition of the
resulting porous carbon hybrids. Tailoring the pore structure of
MOF derivatives can be achieved by means of improvements in
the structure, morphology, and fabrication strategies of MOF
precursors. The pore size distribution and specific surface area
are highly correlated, and they are regulated by pyrolysis
temperature, chemical activation, template strategy, and
microstructural design. The temperature of pyrolysis plays the
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most critical role in tailoring the pore structure. Higher
temperature favors the decomposition of MOFs to produce
ordered graphitic carbon with high conductivity, while the
original pore structure may collapse and metal compounds will
be severely aggregated, resulting in a low specific surface area.””®
Chemical activation (e.g., KOH activation) can fabricate acti-
vated porous carbons to promote the specific surface area and
porosity.>® Templates can be used to tailor the macroporous
structure of MOF single crystals.”'® After template removal, high
temperature annealing, and removal of residual metal species,
macropores were achieved through size tailoring in MOF-
derived carbons.”** Ordered macropores can provide abundant
mass transfer channels for EES.*> The size design of the
microstructure of MOFs provides an idea for indirectly tuning
the pore structure of MOF derivatives. On the one hand, the
microscopic size of MOF precursors is carefully designed before
transformation.””® On the other hand, the design of specific
dimensions is achieved during the conversion of MOFs to
derivatives.”**

6.2.2. Vacancy engineering. Among various defects,
vacancies play critical roles in determining the physical/
chemical properties of materials.>*>*'® Vacancies can be
created in crystalline materials by moving atoms at random
positions or removing them from the lattice. In MOFs and their
derivatives, the generation of vacancies can be controlled by
tailoring the structure of MOFs and regulating the trans-
formation conditions of derivatives, which can generate
different physical/chemical properties through breaking and
reforming of bonds, lattice distortion, electronic compensation,
electron localization, and the gap states at the Fermi level.>*"*'®
The vacancies unsaturate some of the atoms in the ordered
structure, thereby providing potential active sites for electro-
chemical reactions. By tuning the atomic charges around the
vacancy sites, the electronic structure of the material can be
fine-tuned. Meanwhile, vacancies change the porosity of the
material.**® Therefore, precisely tailoring vacancies can increase
the reactivity and accessibility of active sites. Recently, vacancy
engineering of MOFs and their derivatives has attracted
considerable interest.”* Generally, vacancy engineering is
divided into coordinatively unsaturated metal sites and missing
linkers in pristine MOFs, as well as cation vacancies, anion
vacancies and carbon vacancies in MOF derivatives.

Metal centers in MOFs promise to provide potential active
sites; however, fully coordinated metal ions have no available
adsorption sites.*** Therefore, the unsaturated coordination of
metal ions tends to expose more active sites.””” Based on the
high designability of MOFs, the introduction of controllably
missing linkers into pristine MOFs can alter their electronic
structures without losing porosity and crystallinity.>** After the
introduction of the missing linker, new electronic states are
generated near the Fermi level, and the optimized electronic
structure enhances the conductivity.***

The introduction of cation vacancies also has an important
effect on the electrochemical properties of the materials. Metal
vacancies have unusual properties due to their diverse electron
and orbital distributions.”® The presence of metal vacancies
tunes the electronic structure of the surface and increases the
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valence state of the nearby metal centers, thereby greatly
enhancing the electrochemical activity. However, the high
formation energy of metal vacancies leads to the difficulty of
constructing metal vacancies. Therefore, some auxiliary strate-
gies have been proposed for the formation of metal vacancies.***
Anion vacancies can induce unsaturated coordination sites to
further optimize the local electronic structure and electronic
environment.”” Owing to the low formation energy of oxygen
vacancies, they have received extensive attention for application
in electrode materials.?®® It has been reported that oxygen
vacancies can act as donors to enhance the conductivity of
metal oxides and provide active sites for electrochemical reac-
tions.?® In addition, other anion vacancies, such as sulfur
vacancies and nitrogen vacancies, were also investigated.”*’ In
fact, anion vacancies are more common in MOF-derived metal
compounds and show enhanced energy storage properties.>**>%>
The vacancies in carbon structures largely affect their physical/
chemical properties.>*® The vacancies introduced in the carbon
framework can directly serve as potential active sites to over-
come the capacity limitation.?* The C-C sp® defects enable
more efficient diffusion pathways for ions,>* while vacancies
and edge sites increase the capacity by adsorbing metal ions.>**
In addition, heteroatom doping in the carbon structure can
improve the ion storage performance by optimizing the elec-
tronic structure and forming vacancies.?”**

6.2.3. Heterostructure engineering. To realize the multi-
functionality of MOFs and their derivatives, the formation of
composites by integrating different materials is expected to
obtain desirable functionalities in a single system. This design
strategy has been reported for electrode materials for MIBs and
SCs.>® Although this component design strategy can achieve
a reasonable combination of various properties, the rough
interfacial coupling between the various components can easily
lead to suboptimal reaction kinetics and high charge transfer
resistance. Therefore, heterostructure engineering has been
proposed to provide optimized schemes for atomic-scale
coupling between different materials, enabling effective
combinations of the physical/chemical properties of different
components, and even yielding unique interfacial properties. In
fact, the concept of heterostructures was first proposed in the
field of semiconductor physics, not energy storage. As a broad
definition, heterostructures are composed of more than two
types of materials and exhibit indistinct interfaces and complex
shapes.”*® Unlike composites, heterostructures cause charges to
redistribute around the heterointerface. Due to the multiple
synergistic effects of heterostructures, most heterostructure
electrodes exhibit higher electrochemical activity than their
single-component electrodes. Heterostructures have fine band
structures and small band gaps, providing excellent electrical
conductivity. Due to the internal electric field present at the
heterointerface, the electron/ion diffusion is accelerated and
the driving force for charge transfer is enhanced, thereby
improving the electrochemical reaction kinetics. Interactions
between multiple phases in heterostructures enhance structural
stability for more durable electrode materials. In addition, there
are more active sites in the heterostructure, thereby improving
the reversible capacity of the electrode material.***

© 2022 The Author(s). Published by the Royal Society of Chemistry
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Although heterostructures of pristine MOFs have been con-
structed,****** they are usually not directly used for EES due to
their low conductivity and stability. An efficient way is to convert
them into derivatives. Well-designed precursors are expected to
obtain heterostructures after thermal or chemical trans-
formation to achieve more stable structures and better elec-
trochemical performance. Liu et al. synthesized a Ni-doped Co-
Co,N heterostructure based on ZIF-L and provided a specific
capacity of 361.93 C g '.>** The full cell achieved an energy
density of 20.4 W h kg™ " at a power density of 9.85 kW kg™ .
Xiao and co-workers constructed In,Se;-Coln,-CoSe, hetero-
structures by selenization of In-MOF@ZIF-67.>** The synergis-
tically enhanced Na" diffusion and electrical conductivity show
excellent reversible sodium storage capacity. The core-shell
Bi,S;@Co00Sg heterostructure is derived from a two-step trans-
formation of BiOBr@ZIF-67.**¢ The hollow heterostructures
enhance the conductivity and reaction kinetics, thus exhibiting
remarkable lithium and sodium storage properties. Anatase—
rutile heterostructures with abundant oxygen vacancies were
prepared by in situ topological conversion of NH,-MIL-125
(Ti).**” Surface/bulk oxygen vacancies and regulated C-N
bonds accelerate electron/ion transport and improve the pseu-
docapacitive behavior of the electrodes. Theoretical calculations
confirm that the introduction of an anatase-rutile hetero-
structure reduces the migration energy barriers of Na* and Li".
Lou's group constructed a Mn,0;-ZnMn,0, hollow hetero-
structure that provides abundant active sites and robust
stability for Zn>* storage.>*® Therefore, designing advanced
heterostructures will provide great opportunities for high-
performance energy storage systems.

To date, heterostructures have been reported for SCs and
MIBs.>*>* MIHCs are hybrid energy storage systems based on
SCs and MIBs. Developing anodes with enhanced kinetics to
match the fast kinetics of cathodes or increasing the capacity of
cathodes will improve the overall performance of MIHC devices.
Therefore, building advanced heterostructures in electrode
materials for MIHCs will provide unparalleled performance for
such hybrid energy storage systems.

6.2.4. Nanostructure designs. To promote the structural
stability and electrochemical activity of electrode materials, the
design of nanostructures has attracted considerable attention.
These nanoarchitectures present highly structurally related
advantages, which stem from the high surface area, rational
pore channels/voids, robust structures, etc.>*> Among them, the
high surface area provides a platform for surface-related
processes, especially the insertion/deintercalation of ions and
surface redox reactions.>® An appropriate pore structure and
high pore volume are crucial for loading guests, facilitating
mass transport, and accommodating the volume changes of
active species.”® Unique channels and cavities also show
potential applications. The fine and rational design of nano-
structures is expected to endow materials with the required
functionality for efficient energy storage devices.”®® The most
striking feature of MOFs is the designable framework formed by
modular assembly. Furthermore, MOFs can be easily trans-
formed into functional nanomaterials under thermal or chem-
ical conditions. In addition to using simple MOFs as precursors,
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the fine design and combination of MOFs can be used to
construct well-designed advanced nanoarchitectures and
provide optimized performance, providing a potential scheme
for advanced EES.**® Herein, the design of some representative
nanostructures is discussed to construct novel high-
performance electrode materials for MIHCs.

The hollow structures obtained from MOFs have open
channels, tunable voids, and well-defined active sites.*®” The
volume collapse of MOFs during high-temperature calcination
creates a large number of internal voids within the structure.
The porous hollow structure produced in this way can effectively
enhance the electron/ion diffusion kinetics. In addition, the
hollow structure not only facilitates an effective contact between
the active material and the electrolyte, but also alleviates the
dramatic volume expansion of the active material during elec-
trochemical cycling.?®® Typically, Ni-MOFs with unique hierar-
chical hollow structures are carbonized and oxidized to obtain
graphene shell-encapsulated hierarchical NiO/Ni.>** The well-
designed hierarchical hollow sphere structure alleviates the
dramatic volume expansion of NiO during cycling and provides
high electrical conductivity, thus showing superior lithium and
sodium storage capacity.

By ingeniously constructing shell-containing structures,
nanoarchitectures can be endowed with special functionality
and stability. Among them, the core-shell structure is the most
representative.’® In the core-shell structure, the existence of
the shell layer well protects the inner core and provides a stable
environment for electrochemical reactions. Meanwhile, the
synergy between the core-shell components achieves the
complementarity of the properties of each component, such as
facilitating electron transfer and increasing electrical conduc-
tivity. In addition, core-shell structures can serve as templates
for designing hollow structures. In a typical example, a ZnS-
Sb,S;@C core-double shell structure was synthesized based on
ZIF-8.>°* In particular, the carbon shell acts as a protective layer
to form a rigid structure to accommodate volume changes and
improve electronic conductivity. This core-double shell struc-
ture facilitates the penetration of the electrolyte, thereby
reducing the Na' diffusion distance to improve the kinetics.
Yolk-shell structures are a special class of core-shell structures
that are characterized by the retention of a gap between the core
and the shell. The use of well-designed yolk-shell structures is
an effective strategy to realize robust electrode materials. The
yolk-shell structure has a core and an outer shell, wherein the
outer shell protects the inner yolk and increases structural
stability.*** The stable yolk-shell structure provides sufficient
void space to accommodate volume changes and helps relieve
stress caused by volume expansion of active substances during
cycling. Additionally, functionalized active sites doped in the
outer shell can provide enhanced electrochemical activity and
conductivity. For instance, by controlling the morphological
evolution of MIL-53 (Fe) assisted by microwaves and adjusting
the irradiation time, a mesoporous yolk-shell Fe,O; nano-
structure was obtained and provided excellent lithium storage
performance.>®

Besides single-shelled and few-shelled structures, multi-
shelled structures with a larger void volume and high surface
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area-to-volume ratio offer great potential for EES. Among them,
a large amount of void space is well adapted for the volume
change in the reaction, and a relatively high proportion of active
components improves the volumetric energy density.”**
However, their controllable design and construction face
greater challenges.

7. Conclusions and prospects

To summarize, we have witnessed the rapid development of
MIHCs in the past decade. However, the kinetic imbalance
between their cathodes and anodes and the lack of high-
performance electrode materials are the major challenge. The
unique properties of MOFs and MOF derivatives have led to
significant progress in MIHCs from both fundamental and
applied perspectives. This review attempts to propose advances
in MOFs and MOF derivatives that remain to be discovered to
meet the requirements of practical MIHC applications. Specif-
ically, we first briefly describe the construction of MIHCs and
their charge storage mechanisms, with a special focus on elec-
trode and cell configurations, as well as electrolytes. The
application of MOFs and their derivatives as multifunctional
platforms in MIHCs is then revealed from the perspectives of
pristine MOFs, MOF composites, and MOF derivatives.
Furthermore, in order to improve electrode materials that are
an important part of MIHCs, several optimization strategies are
proposed for constructing advanced MOFs/MOF derivatives and
using them as high-performance electrode materials. On the
one hand, MIHCs integrate the high energy density of MIBs
with the high power density and excellent cycling capability of
SCs, and are expected to be applied in large-scale energy storage
in the future. On the other hand, since MOFs and their deriv-
atives have made great progress in recent years, they have been
actively explored for EES and even extended to emerging
MIHCs.

As key components of MOFs, organic ligands have important
effects on the structure and electrochemical performance of
MOFs or MOF derivatives. For pristine MOFs, the low conduc-
tivity of most pristine MOFs is the result of insulating and
redox-inactive bridging ligands. Conductive MOFs achieve
intrinsic electronic conductivity, while retaining the advantages
of the metal-ligand coordination and crystalline porous struc-
ture of MOFs. Current research mainly employs transition
metals and conjugated organic ligands to construct 2D -
d conjugated porous frameworks.”** Among them, 2, 3, 6, 7, 10,
11-hexaiminotriphenylene (HITP), HHTP and HAB are the most
commonly used ligands to synthesize conductive MOFs and
fabricate conjugated porous structures. On the other hand,
amino and sulfonate groups are commonly used functional
groups that facilitate the proton transport pathway to enhance
proton conductivity.>*® The geometry of the conjugated ligands
generally determines the topology and pore structure of
conductive MOFs. Furthermore, changes in conjugated ligands
or metal nodes may directly affect the layer stacking mode of
conductive MOFs.?>*” Besides conductive MOFs, PBAs have
received considerable attention due to their open frameworks.
N-coordinated cations and C-coordinated cations in PBAs exist
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in open frameworks bridged by cyanide groups. The capacity of
the electrode is contributed by the electrochemical redox reac-
tion of transition metal ions. Both N-coordinated and C-
coordinated transition metal ions are electrochemically active.
Moreover, compositional control of transition metal ions can be
achieved in PBAs to optimize the charge storage behavior of
PBAs.?*® For MOF derivatives, the most common conversion
strategy for MOF precursors is thermal treatment. The products
obtained from organic ligands at a high temperature depend on
the gas atmosphere during pyrolysis. In an air atmosphere, the
organic ligands are oxidized to CO, and removed. In an inert
atmosphere, the organic ligands were decomposed into carbon
frameworks and the porous structure was preserved.”® Some
heteroatoms in the ligands are doped into the carbon frame-
work. The abundant functional groups formed by heteroatom
doping provide additional sites for ion storage and further
enhance the conductivity and wettability of the material. ZIFs
and MILs are the most classical MOF precursors. Among the
subclasses of ZIFs, ZIF-8, ZIF-67 and ZIF-L have been extensively
studied with 2-methylimidazole as their ligand.?”® ZIF-8 and ZIF-
67 are usually synthesized in methanol, and they have the same
dodecahedral structure and micropore-dominated pore struc-
ture. In the aqueous system, 2D leaf-like ZIF-L is obtained. The
abundant nitrogen source in 2-methylimidazole provides
nitrogen doping for better electrochemical performance after
pyrolysis. A common ligand in MILs is terephthalic acid. Ter-
ephthalic acid provides an oxygen source for the formation of
metal oxides after pyrolysis.*”* To obtain nitrogen-doped
carbon, 2-aminoterephthalic acid is commonly used rather
than terephthalic acid. Different solvents or reaction tempera-
tures have important effects on the structure and exposed facets
of MILs, which correlate with their properties.>”
High-performance MIHCs need to provide satisfactory energy
density, power density, and long cycle life. Among them, the
matching of cathode and anode materials in capacity and
kinetics is the key factor. The slow kinetics of battery-type
materials results in unsatisfactory power densities for MIHC
devices. Therefore, accelerating the ion transport rate is the key to
improving the kinetics of battery-type electrodes. Conductive
MOFs have high electrical conductivity and a simple fabrication
process, and the highly ordered nanopores can reduce ion
diffusion paths, thereby increasing power density.>* With the
rational design of metal ions and organic ligands, conductive
MOFs provide more abundant active sites to enhance capacity.
The electrical conductivity of PBAs is unsatisfactory. The
hybridization of PBAs with various conductive substrates is one
of the effective strategies to overcome this problem.?”® Rational
metal substitution, construction of core-shell structures, and
morphological design can improve the electrochemical perfor-
mance of PBAs.”**® Among them, metal substitution provides
atomic-level modulation and fundamentally optimizes the elec-
trochemical performance of PBAs. On the other hand, MOF
derivatives possess diverse nanostructures, tunable configura-
tions, uniformly distributed pores, and multidimensional
morphologies, which can be controlled by tuning the metal
centers and organic ligands of MOF precursors. Their perfor-
mance is mainly enhanced by the modulation of the pore

© 2022 The Author(s). Published by the Royal Society of Chemistry
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Fig. 14 Challenges of MOFs and their derivatives for MIHCs.

structure and nanostructure, as well as exposing more active
sites.””* The pyrolysis of pristine MOFs in an inert gas atmosphere
to produce MOF derivatives is the most widespread method. The
formation of the carbon framework imparts different levels of
electrical conductivity to the derivative. Depending on the
pyrolysis temperature and the structure of the precursors, the
pyrolysis process may also lead to the formation of hierarchical
and interconnected porous structures to accelerate ion transport
rates. On the other hand, capacitor-type materials with high
capacity are beneficial to improve the energy density of MIHC
devices. The performance of capacitor-type materials originates
from charge adsorption and transport at the electrode/electrolyte
interface or reactions at redox sites, which are determined by the
intrinsic properties and structural design of electrode materials,
including electrical conductivity, pore structure, specific surface
area, and active sites. Capacitor-type materials are usually based
on carbon materials and pseudocapacitive materials. For carbon
materials, the pore structure needs to be optimized to ensure the
compatibility of carbon materials with electrolyte ions, which can
be further achieved by tuning the pore structure of MOF
precursors.>” In addition, the tuning of microstructures, design
of nanostructures, and heteroatom doping are included. The
modulation of the microstructure is achieved by tuning the
composition and synthesis conditions of MOFs, and the design
of nanostructures requires creative improvements to MOF
precursors, such as the construction of complex structures. The
heteroatom-containing ligands in MOFs can form heteroatom-
doped carbon after pyrolysis in an inert atmosphere, which
requires targeted selection of ligands or modification of ligands.
In addition, guest molecules are also permitted to provide sour-
ces of heteroatoms. Besides the optimization of carbon materials,
the development of pseudocapacitive materials with high specific
capacitance is also an effective way to improve the energy density
of MIHCs. Since the pseudocapacitance is based on the reversible
surface faradaic reaction to store charges rather than ion
adsorption/desorption. The metal nodes and organic linkers of
pristine MOFs significantly affect the pseudocapacitive
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performance when they participate in redox reactions.””® Mean-
while, the stability of MOFs is highly correlated with the coordi-
nation bond strength between metal nodes and ligands, where
the metal-ligand coordination bond strength is usually positively
correlated with the metal ion charge and negatively correlated
with the metal ion radius. For MOF derivatives, it is necessary to
provide a larger specific surface area, highly exposed active sites,
and sufficient electron/ion transport channels, which places high
demands on the structural design of MOF precursors, including
the design of pore structures and nanostructures, as well as
modulation of components.

However, these developments come with challenges and
opportunities. When we focus on MOFs and their derivatives to
shine in MIHCs, we still need to pay attention to the current
shortcomings and clarify future research directions. Here,
possible future research directions are proposed from the
perspective of MOFs and their derivatives and MIHCs (Fig. 14).
MOFs offer diverse structures and functionalities due to the
high designability of organic linkers and the selectivity of metal
nodes. In addition, MOF derivatives have also been rapidly
developed to meet the multiple requirements of energy storage
devices. In the following, from the perspective of MOFs/MOF
derivatives and combined with MIHCs, feasible research
directions in the future are proposed.

(i) Although conductive MOFs have received considerable
attention as electrodes for MIHCs due to their high conductivity
and tunable pore size, the controllable synthesis of conductive
MOFs with targeted structures remains elusive, resulting in
unsatisfactory properties (e.g., moderate specific surface area
and poor crystallinity). Significant progress in optimizing
synthetic strategies for conductive MOFs would be of great
value. Meanwhile, for a comprehensive understanding of the
electron transport mechanism of conductive MOFs, theoretical
calculations can provide a reasonable platform for under-
standing the relationship between the structure and electronic
properties of MOFs. Furthermore, the reported conductive
MOFs are mainly concentrated on 2D structures. However, their
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electrochemical performance is limited by their moderate
specific surface area and 1D-like channel for ion swapping. This
can be countered by designing 3D conductive MOFs with a high
specific surface area and abundant ion channels, which facili-
tate the transport of ions in all directions, leading to efficient
cation-anion swapping.>””*

(ii) Most of the precursors used to prepare MOF derivatives
are derived from the ZIF subclass, ZIF-8 and ZIF-67 are the two
most representative precursors. Despite the high stability, ideal
metal sources, and abundant nitrogen sources of these two
classical MOFs, their microporous structures lead to a singu-
lated pore structure in the derivatives, and the micropores may
lead to suboptimal active site utilization and restricted mass
transfer. The pore structure is a typical property of MOFs, and
the important role of the pore structure in MIHCs has been
highlighted in previous chapters. Some other MOFs, for
example, MIL-101, have a larger specific surface area than ZIF-8
and ZIF-67, and a mesoporous cage (2-3 nm) structure. In
addition, it is necessary to develop other MOFs as precursors to
enrich the study of MOF derivatives.

(iii) Among MOF-derived carbons, some heteroatom-doped
carbons have attracted considerable attention due to the
introduction of more active sites and defects by the doping of
heteroatoms. More importantly, heteroatom doping leads to
enlarged interlayer spacing in carbon materials, as well as an
altered electronic structure. These factors are critical for
increasing the capacity of carbon materials to match the high
capacity of battery-type materials. However, single heteroatom
doping has been unable to meet the current requirements. In
recent years, dual-atom doping has gradually become a research
hotspot. In order to make up for the deficiency of single
heteroatoms and pursue a stronger synergistic effect, tri-atom
or even multi-atom doping is expected to gain more attention
and research in the future. However, it would lead to difficulty
in understanding the interaction mechanism between dopants
and substrate materials. Therefore, better insights into their
roles can be obtained by combining advanced characterization
techniques and theoretical calculations. On the other hand, the
framework structure of some MOFs may collapse after high-
temperature pyrolysis, and the original pore structure cannot
be well preserved, which is due to the high pyrolysis tempera-
ture and their poor stability. The disruption of the framework
structure and pore structure may lead to unsatisfactory elec-
trochemical performance. It should be noted that additional
thermal treatment of MOFs consumes more energy for material
fabrication and increases the already high cost of MOFs. In this
case, it is unwise to blindly use MOF-derived carbon instead of
directly using low-cost carbon materials. To deal with this
problem, it is feasible to select MOFs with good thermal
stability and explore the most suitable pyrolysis temperature.

(iv) For MOF-derived metal compounds or metal compound/
carbons, they are commonly used as battery-type electrodes.
During continuous cycling, metal compounds are prone to
volume expansion, structural damage, or lattice distortion.
Heteroatom doping in metal compounds can achieve better
stability and electrochemical performance by adjusting the
electronic structure, and can also suppress the lattice distortion
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of the material during the charge/discharge process, and
improve the ion diffusion rate, thereby showing better rate
performance. Heteroatom doping in MOF-derived metal
compounds is expected to be achieved by bimetallic MOFs or by
introducing additional metal sources. On the other hand,
battery-type materials based on intercalation reactions suffer
from large volume expansion during the intercalation/
deintercalation of metal ions, resulting in unsatisfactory
cycling stability. Utilizing uniformly distributed metal nodes of
MOFs to achieve nanoscale active materials is a feasible
approach to alleviate volume expansion. In addition, the
introduction of sufficient void space and a conductive matrix
into conversion-type and alloy-type materials is an effective way
to mitigate volume expansion and improve low electrical
conductivity. Therefore, it is necessary to carefully design the
nanostructure and composition of MOF precursors to fabricate
advanced nanoarchitectures for MIHCs.

(v) MOFs provide efficient molecular/ion sieving capabilities.
As well-known molecular sieves, MOFs have long been used for
molecular-scale gas adsorption/separation and the separation
of soluble mediators. MOFs with a tunable porosity, highly
ordered pore structure and large surface area are also candi-
dates for use as ionic sieves. By appropriately adjusting the pore
size, target ions can be separated from the solution. Therefore,
MOFs have unique size effects on a variety of molecules and
ions. Theoretically, the ordered pore structure of MOFs can be
precisely controlled by judiciously combining inorganic and
organic units. The molecular/ionic sieving ability and unique
size effect based on MOFs motivate the development of
advanced separators using MOFs with specific channel sizes.
Although the current reports on MOF-based separators applied
to MIHCs are very limited, the inherent properties of MOFs
determine that they will surely occupy a prominent position in
separators and their modification.

(vi) The introduction of binders may lead to the occupation
of pore space or blockage of pore channels of MOFs or MOF
derivatives, thereby reducing the overall performance of the
material. The growth of MOFs on the substrate can adjust the
growth direction of MOFs.””® Meanwhile, the intrinsic resis-
tance and charge transfer resistance of the electrode/electrolyte
interface of binder-free highly ordered electrodes are signifi-
cantly lower than those of powder electrodes. The utilization of
pores can be significantly improved by the fabricated highly
uniformly oriented electrodes, thereby improving the electro-
chemical performance.

Although MOFs and their derivatives have made great
progress in the application of MIHCs, there are still some
unclear mechanisms and unsolved problems in MIHCs. In
order to promote the longer-term development of MOFs/MOF
derivatives in MIHCs and the feasibility of MIHCs in practical
applications, improvements and research can be made in the
following aspects in the future.

(i) In monovalent MIHCs, Na" and K" have higher ionic radii
than Li*, and these properties lead to sluggish kinetics and
unsatisfactory cycling performance of the anode. For multiva-
lent MIHCs, the fast diffusion of cations is hindered and the
power density decreases due to the strong -electrostatic
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interaction between the cations and the crystal structure of the
electrodes. To address these difficulties, advanced electrode
materials with porous structures and abundant active sites
should be explored. In addition, nanonization, heteroatom
doping, and structural design of materials are effective strate-
gies to optimize electrodes. Nanonization produces fast diffu-
sion kinetics by shortening ion transport distances. Heteroatom
doping can tune the electronic structure of materials and
improve electrical conductivity and electrochemical activity.
The precise structural design can effectively alleviate the volume
expansion of the active material during charging and dis-
charging to improve the cycle stability. In fact, the above opti-
mization strategies can be easily realized by MOFs, which is
mainly attributed to the designable metal nodes and organic
linkers of MOFs. Furthermore, the development of novel anodes
with large-channel ion transport is critical for MIHCs, and
conductive MOFs can satisfy this condition.

(ii) Among multivalent metal ions, Ca*>*, Mg>" and AI** are
also attractive due to their inherent advantages. On the one
hand, they have relatively abundant reserves. On the other
hand, their multi-electron redox properties are expected to
achieve high energy densities. However, the reports of MIHCs
based on Ca®", Mg®>" and AI’" are very limited. To our knowl-
edge, the application of MOFs and their derivatives in these
devices has not been reported, and future research can be ex-
pected to enrich this field.

(iii) The charge storage mechanisms and reaction kinetics in
electrode materials need to be further understood. In situ char-
acterization techniques, such as in situ XRD, in situ transmission
electron microscopy (TEM), and in situ Raman, have been used to
monitor the structure and phase transitions of electrodes in real
time during charge and discharge. Among them, in situ XRD is
widely used to monitor the phase transition of electrode mate-
rials in real time during cycling. In situ TEM provides an efficient
method to monitor structural evolution during sample formation
or electrochemical processes. Combined with technologies such
as selected area electron diffraction (SAED) and electron energy
loss spectroscopy (EELS), more abundant chemical information
can be obtained. In situ Raman can reveal the evolution of the
structural and electronic properties of electrode materials during
charge and discharge. Due to the complementarity of in situ
techniques, the use of multiple in situ techniques is beneficial to
study electrochemical mechanisms from different perspectives.
In addition, theoretical calculations enable a deeper under-
standing of electrochemical performance and guide the design of
electrode materials.

(iv) From the perspective of electrolytes, the narrow potential
window of aqueous electrolytes is difficult to support the long-
term operation of MIHCs at high voltages, and the theoretical
operating voltage is limited to 2 V. Nonaqueous electrolytes
suffer from low ionic conductivity, high viscosity, high cost and
high toxicity. Therefore, it is very important to develop inex-
pensive, safe and efficient electrolyte systems. A “water-in-salt”
electrolyte overcomes the shortcomings of aqueous electrolytes
by confining water molecules and preventing parasitic reactions
to provide an extended voltage window to achieve high energy
density.”® Appropriate redox additives can effectively improve

© 2022 The Author(s). Published by the Royal Society of Chemistry
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device performance. In addition, a hybrid aqueous/nonaqueous
electrolyte provides a new idea for broadening the study of
electrolyte systems.*®*

(v) From the perspective of commercialization, the area/
volume energy density is critical for device design. Electrodes
with high mass loading and low electrolyte uptake are required
to design MIHCs with a high area/volume performance. The
amounts of inactive ingredients (e.g., conductive agents,
binders, and electrolytes) vary significantly between laboratory
and commercial devices. In commercial devices, compact
MIHCs are designed at low cost by reducing the electrolyte
volume in the device as much as possible. In high active
material loading or flexible devices, the active material tends to
detach from the substrate, resulting in a shortened cycle life.
Therefore, there is a need to develop advanced electrode fabri-
cation methods and current collectors. In addition, the fabri-
cation cost is a key factor that must be considered, and it is
necessary to prepare electrode materials and electrolytes
through low-cost, green fabrication processes.

At present, among the numerous types of MIHCs, the energy
density of commercialized LIHCs still cannot meet the
requirements of energy storage in the future, while other types
of MIHCs are still in the early stage of academic validation.
Therefore, further improving the performance metrics of
MIHCs remains a huge academic and industrial challenge. Due
to the highly tunable metal nodes and organic linkers, MOFs
and their derivatives exhibit designable structures and chemical
compositions. MOFs and their derivatives as multifunctional
platforms have provided great opportunities to promote the
development of MIHCs. With the discovery of advanced fabri-
cation processes and characterization techniques, combined
with theoretical calculations to guide the design of such mate-
rials, MOFs and their derivatives will make significant contri-
butions to advancing the development of MIHCs. Driven by the
huge market demand, MIHCs will also gradually achieve
breakthroughs. With further improvement in their performance
and reduction in cost, MIHCs will show great potential in
meeting high energy/power market demands. Therefore, we
hope that this review can inspire and guide research in this
emerging field and contribute to the design/optimization of
MOF-based materials and their diverse applications in MIHCs.

Author contributions

The manuscript was written through contributions of all
authors. All authors have given approval to the final version of
the manuscript.

Conflicts of interest

There are no conflicts to declare.

Acknowledgements

This work was supported by the National Natural Science
Foundation of China (No. 21676036), the Fundamental
Research Funds for the Central Universities of Chongqing

Chem. Sci., 2022, 13, 1981-12015 | 12009


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d2sc04012c

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

Open Access Article. Published on 06 September 2022. Downloaded on 3/13/2026 1:21:31 PM.

(cc)

Chemical Science

University (No. 2019CDXYHG0013), the Graduate Research and
Innovation Foundation of Chongqing (No. CYB-22043), and the
Large-scale Equipment Sharing Fund of Chongqing University
(No. 202103150115). Prof. Y. Yamauchi and Dr M. Han appre-
ciated the support of JST-ERATO Yamauchi Materials Space-
Tectonics Project (JPMJER2003) and the Queensland node of
the Australian National Fabrication Facility, a company estab-
lished under the National Collaborative Research Infrastructure
Strategy to provide nano- and microfabrication facilities for
Australia's researchers.

References

1 M. Salanne, B. Rotenberg, K. Naoi, K. Kaneko, P. L. Taberna,
C. P. Grey, B. Dunn and P. Simon, Nat. Energy, 2016, 1,
16070.

2 J. Liu, Z. Bao, Y. Cui, E. J. Dufek, J. B. Goodenough,
P. Khalifah, Q. Li, B. Y. Liaw, P. Liu, A. Manthiram,
Y. S. Meng, V. R. Subramanian, M. F. Toney,
V. V. Viswanathan, M. S. Whittingham, J. Xiao, W. Xu,
J. Yang, X.-Q. Yang and ].-G. Zhang, Nat. Energy, 2019, 4,
180-186.

3 C. Choi, D. S. Ashby, D. M. Butts, R. H. DeBlock, Q. Wei,
J. Lau and B. Dunn, Nat. Rev. Mater., 2020, 5, 5-19.

4 H. Li, M. Xu, Z. Zhang, Y. Lai and J. Ma, Adv. Funct. Mater.,
2020, 30, 2000473.

5 B. Dunn, H. Kamath and J.-M. Tarascon, Science, 2011, 334,
928-935.

6 Z. Yang, J. Zhang, M. C. W. Kintner-Meyer, X. Lu, D. Choi,
J. P. Lemmon and J. Liu, Chem. Rev., 2011, 111, 3577-3613.

7 P. Luo, C. Zheng, J. He, X. Tu, W. Sun, H. Pan, Y. Zhou,
X. Rui, B. Zhang and K. Huang, Adv. Funct. Mater., 2022,
32, 2107277.

8 Z.Yu, L. Tetard, L. Zhai and ]J. Thomas, Energy Environ. Sci.,
2015, 8, 702-730.

9 J. Zhou, Q. Shi, S. Ullah, X. Yang, A. Bachmatiuk, R. Yang
and M. H. Rummeli, Adv. Funct. Mater., 2020, 30, 2004648.

10 M. Sevilla and A. B. Fuertes, ACS Nano, 2014, 8, 5069-5078.

11 X. Liu, Y. Sun, Y. Tong, X. Wang, J. Zheng, Y. Wu, H. Li,
L. Niu and Y. Hou, Nano Energy, 2021, 86, 106070.

12 L. Shen, H. Lv, S. Chen, P. Kopold, P. A. van Aken, X. Wu,
J. Maier and Y. Yu, Adv. Mater., 2017, 29, 1700142.

13 Y.-E. Zhu, L. Yang, J. Sheng, Y. Chen, H. Gu, J. Wei and
Z. Zhou, Adv. Energy Mater., 2017, 7, 1701222.

14 X. Kuai, K. Li, J. Chen, H. Wang, J. Yao, C.-L. Chiang, T. Liu,
H. Ye, J. Zhao, Y.-G. Lin, L. Zhang, V. Nicolosi and L. Gao,
ACS Nano, 2022, 16, 1502-1510.

15 L. Wang, M. Peng, J. Chen, X. Tang, L. Li, T. Hu, K. Yuan
and Y. Chen, ACS Nano, 2022, 16, 2877-2888.

16 G. Wang, S. Oswald, M. Loffler, K. Miillen and X. Feng, Adv.
Mater., 2019, 31, 1807712.

17 X. Ren, Z. Ren, Q. Li, W. Wen, X. Li, Y. Chen, L. Xie,
L. Zhang, D. Zhu, B. Gao, P. K. Chu and K. Huo, Adv.
Energy Mater., 2019, 9, 1900091.

18 Z.Zhang, M. Li, Y. Gao, Z. Wei, M. Zhang, C. Wang, Y. Zeng,
B. Zou, G. Chen and F. Du, Adv. Funct. Mater., 2018, 28,
1802684.

12010 | Chem. Sci., 2022, 13, 11981-12015

View Article Online

Review

19 J. Yin, W. Zhang, W. Wang, N. A. Alhebshi, N. Salah and
H. N. Alshareef, Adv. Energy Mater., 2020, 10, 2001705.

20 G. G. Amatucci, F. Badway, A. Du Pasquier and T. Zheng, /.
Electrochem. Soc., 2001, 148, A930.

21 Z. Chen, V. Augustyn, X. Jia, Q. Xiao, B. Dunn and Y. Lu, ACS
Nano, 2012, 6, 4319-4327.

22 S. Komaba, T. Hasegawa, M. Dahbi and K. Kubota,
Electrochem. Commun., 2015, 60, 172-175.

23 H. Wang, M. Wang and Y. Tang, Energy Storage Mater.,
2018, 13, 1-7.

24 H. D. Yoo, I. Shterenberg, Y. Gofer, R. E. Doe, C. C. Fischer,
G. Ceder and D. Aurbach, J. Electrochem. Soc., 2014, 161,
A410-A415.

25 Z.Li, K. Xiang, W. Xing, W. C. Carter and Y.-M. Chiang, Adv.
Energy Mater., 2015, 5, 1401410.

26 N. Wu, W. Yao, X. Song, G. Zhang, B. Chen, J. Yang and
Y. Tang, Adv. Energy Mater., 2019, 9, 1803865.

27 Y. Tian, G. Zeng, A. Rutt, T. Shi, H. Kim, ]J. Wang,
J. Koettgen, Y. Sun, B. Ouyang, T. Chen, Z. Lun, Z. Rong,
K. Persson and G. Ceder, Chem. Rev., 2021, 121, 1623-1669.

28 Y. Li, Y. Lu, P. Adelhelm, M.-M. Titirici and Y.-S. Hu, Chem.
Soc. Rev., 2019, 48, 4655-4687.

29 L. Dong, W. Yang, W. Yang, Y. Li, W. Wu and G. Wang, J.
Mater. Chem. A, 2019, 7, 13810-13832.

30]. Yin, W. Zhang, N. A. Alhebshi, N. Salah and
H. N. Alshareef, Adv. Energy Mater., 2021, 11, 2100201.

31 J. Liang and D.-W. Wang, Adv. Energy Mater., 2022, 12,
2200920.

32 S. Dong, N. Lv, Y. Wu, G. Zhu and X. Dong, Adv. Funct.
Mater., 2021, 31, 2100455.

33 ]. Ding, H. Wang, Z. Li, K. Cui, D. Karpuzov, X. Tan,
A. Kohandehghan and D. Mitlin, Energy Environ. Sci.,
2015, 8, 941-955.

34 F. Sun, X. Liu, H. B. Wu, L. Wang, J. Gao, H. Li and Y. Lu,
Nano Lett., 2018, 18, 3368-3376.

35 Y. Lu, Z. Li, Z. Bai, H. Mi, C. Ji, H. Pang, C. Yu and J. Qiu,
Nano Energy, 2019, 66, 104132.

36 Y. Sun, H. Wang, W. Wei, Y. Zheng, L. Tao, Y. Wang,
M. Huang, J. Shi, Z.-C. Shi and D. Mitlin, ACS Nano, 2021,
15, 1652-1665.

37 W. Liu, X. Zhang, Y. Xu, L. Wang, Z. Li, C. Li, K. Wang,
X. Sun, Y. An, Z.-S. Wu and Y. Ma, Adv. Funct. Mater.,
2022, 2202342.

38 S. Luo, T. Yuan, L. Soule, J. Ruan, Y. Zhao, D. Sun, J. Yang,
M. Liu and S. Zheng, Adv. Funct. Mater., 2020, 30, 1908309.

39 J. Dong, Y. He, Y. Jiang, S. Tan, Q. Wei, F. Xiong, Z. Chu,
Q. An and L. Mai, Nano Energy, 2020, 73, 104838.

40 C.-H. Chang, K.-T. Chen, Y.-Y. Hsieh, C.-B. Chang and
H.-Y. Tuan, ACS Nano, 2022, 16, 1486-1501.

41 L.-F. Que, F.-D. Yu, K.-W. He, Z.-B. Wang and D.-M. Gu,
Chem. Mater., 2017, 29, 9133-9141.

42 S. Nagamuthu, Y. Zhang, Y. Xu, J. Sun, Y. Zhang,
F. u. Zaman, D. K. Denis, L. Hou and C. Yuan, J. Mater.
Chem. A, 2022, 10, 357-378.

43 Y. Li, H. Wang, L. Wang, R. Wang, B. He, Y. Gong and X. Hu,
Energy Storage Mater., 2019, 23, 95-104.

© 2022 The Author(s). Published by the Royal Society of Chemistry


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d2sc04012c

Open Access Article. Published on 06 September 2022. Downloaded on 3/13/2026 1:21:31 PM.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

Review

44 J. Ding, Z. Li, K. Cui, S. Boyer, D. Karpuzov and D. Mitlin,
Nano Energy, 2016, 23, 129-137.

45 D. Qiu, J. Guan, M. Li, C. Kang, J. Wei, Y. Li, Z. Xie, F. Wang
and R. Yang, Adv. Funct. Mater., 2019, 29, 1903496.

46 J. Li, J. Zhang, L. Yu, J. Gao, X. He, H. Liu, Y. Guo and
G. Zhang, Energy Storage Mater., 2021, 42, 705-714.

47 O. M. Yaghi and H. Li, J. Am. Chem. Soc., 1995, 117, 10401-
10402.

48 O. M. Yaghi, G. Li and H. Li, Nature, 1995, 378, 703-706.

49 S. Kitagawa, R. Kitaura and S.-i. Noro, Angew. Chem., Int.
Ed., 2004, 43, 2334-2375.

50 H. Furukawa, E. Cordova Kyle, M. O'Keeffe and O. M. Yaghi,
Science, 2013, 341, 1230444,

51 M. Eddaoudi, J. Kim, N. Rosi, D. Vodak, J. Wachter,
M. O'Keeffe and O. M. Yaghi, Science, 2002, 295, 469-472.

52 P.-Q. Liao, X.-W. Chen, S.-Y. Liu, X.-Y. Li, Y.-T. Xu, M. Tang,
Z. Rui, H. Ji, ].-P. Zhang and X.-M. Chen, Chem. Sci., 2016, 7,
6528-6533.

53 S. Goswami, D. Ray, K.-i. Otake, C.-W. Kung, S. J. Garibay,
T. Islamoglu, A. Atilgan, Y. Cui, C. J. Cramer, O. K. Farha
and J. T. Hupp, Chem. Sci., 2018, 9, 4477-4482.

54 S. Zhao, Y. Wang, J. Dong, C.-T. He, H. Yin, P. An, K. Zhao,
X. Zhang, C. Gao, L. Zhang, J. Lv, J. Wang, J. Zhang,
A. M. Khattak, N. A. Khan, Z. Wei, J. Zhang, S. Liu,
H. Zhao and Z. Tang, Nat. Energy, 2016, 1, 16184.

55 W. Wang, X.-H. Xiong, N.-X. Zhu, Z. Zeng, Z.-W. Wei,
M. Pan, D. Fenske, J.-J. Jiang and C.-Y. Su, Angew. Chem.,
Int. Ed., 2022, 61, €202201766.

56 T. Qiu, Z. Liang, W. Guo, H. Tabassum, S. Gao and R. Zou,
ACS Energy Lett., 2020, 5, 520-532.

57 R. Zhao, Z. Liang, R. Zou and Q. Xu, Joule, 2018, 2, 2235-
2259.

58 Y. He, Y. Qiao, Z. Chang and H. Zhou, Energy Environ. Sci.,
2019, 12, 2327-2344.

59 R. R. Salunkhe, ]J. Tang, N. Kobayashi, J. Kim, Y. Ide,
S. Tominaka, J. H. Kim and Y. Yamauchi, Chem. Sci.,
2016, 7, 5704-5713.

60 W. Wang, H. Yan, U. Anand and U. Mirsaidov, J. Am. Chem.
Soc., 2021, 143, 1854-1862.

61 R. R. Salunkhe, Y. V. Kaneti and Y. Yamauchi, ACS Nano,
2017, 11, 5293-5308.

62 S.Deng, Z. Yuan, Z. Tie, C. Wang, L. Song and Z. Niu, Angew.
Chem., Int. Ed., 2020, 59, 22002-22006.

63 Y. Ma, Y. Ma, G.-T. Kim, T. Diemant, R. J. Behm, D. Geiger,
U. Kaiser, A. Varzi and S. Passerini, Adv. Energy Mater., 2019,
9, 1902077.

64 R. R. Salunkhe, Y. V. Kaneti, J. Kim, J. H. Kim and
Y. Yamauchi, Acc. Chem. Res., 2016, 49, 2796-2806.

65 M. Zhong, L. Kong, N. Li, Y.-Y. Liu, J. Zhu and X.-H. Bu,
Coord. Chem. Rev., 2019, 388, 172-201.

66 B. Xu, H. Zhang, H. Mei and D. Sun, Coord. Chem. Rev.,
2020, 420, 213438.

67 J. Lin, R. Chenna Krishna Reddy, C. Zeng, X. Lin, A. Zeb and
C.-Y. Su, Coord. Chem. Rev., 2021, 446, 214118.

68 A. Banerjee, K. K. Upadhyay, D. Puthusseri, V. Aravindan,
S. Madhavi and S. Ogale, Nanoscale, 2014, 6, 4387-4394.

© 2022 The Author(s). Published by the Royal Society of Chemistry

View Article Online

Chemical Science

69 J.Xu, Y. Li, L. Wang, Q. Cai, Q. Li, B. Gao, X. Zhang, K. Huo
and P. K. Chu, Nanoscale, 2016, 8, 16761-16768.

70 D. Xu, D. Chao, H. Wang, Y. Gong, R. Wang, B. He, X. Hu
and H. J. Fan, Adv. Energy Mater., 2018, 8, 1702769.

71 G. Zhu, T. Chen, L. Wang, L. Ma, Y. Hu, R. Chen, Y. Wang,
C. Wang, W. Yan, Z. Tie, ]J. Liu and Z. Jin, Energy Storage
Mater., 2018, 14, 246-252.

72 H. Chen, C. Dai, Y. Li, R. Zhan, M.-Q. Wang, B. Guo,
Y. Zhang, H. Liu, M. Xu and S.-j. Bao, J. Mater. Chem. A,
2018, 6, 24860-24868.

73 L. Kong, M. Zhong, Y. Liu, W. Xu and X.-H. Bu, J. Power
Sources, 2018, 405, 37-44.

74 D. P. Dubal, K. Jayaramulu, J. Sunil, S. Kment, P. Gomez-
Romero, C. Narayana, R. Zbofil and R. A. Fischer, Adv.
Funct. Mater., 2019, 29, 1900532.

75 W. Zhou, S. Lv, X. Liu, Y. Li and J. Liu, Chem. Commun.,
2019, 55, 11207-11210.

76 J. Sun, L. Guo, X. Sun, J. Zhang, Y. Liu, L. Hou and C. Yuan,
J. Mater. Chem. A, 2019, 7, 24788-24791.

77 C. Lu, Z. Li, Z. Xia, H. Ci, J. Cai, Y. Song, L. Yu, W. Yin,
S. Dou, J. Sun and Z. Liu, Nano Res., 2019, 12, 3051-3058.

78 1. W. Ock, J. Lee and J. K. Kang, Adv. Energy Mater., 2020, 10,
2001851.

79 Y. Li, P. Lu, P. Shang, L. Wu, X. Wang, Y. Dong, R. He and
Z.-S. Wu, J. Energy Chem., 2021, 56, 404-411.

80 H. Li,]. Chen, L. Zhang, K. Wang, X. Zhang, B. Yang, L. Liu,
W. Liu and X. Yan, J. Mater. Chem. A, 2020, 8, 16302-16311.

81 W. Yan, J. Su, Z.-M. Yang, S. Lv, Z. Jin and J.-L. Zuo, Small,
2021, 17, 2005209.

82 C. Leng, Z. Zhao, J. Guo, R. Li, X. Wang, ]J. Xiao,
Y. V. Fedoseeva, L. G. Bulusheva and ]J. Qiu, Chem.
Commun., 2021, 57, 8778-8781.

83 C.-C. Hou, Y. Wang, L. Zou, M. Wang, H. Liu, Z. Liu,
H.-F. Wang, C. Li and Q. Xu, Adv. Mater., 2021, 33, 2101698.

84 W. Feng, J. Zhang, A. Yusuf, X. Ao, D. Shi, V. Etacheri and
D.-Y. Wang, Chem. Eng. J., 2022, 427, 130919.

85 M. Xu, Y. Feng, B. Chen, R. Meng, M. Xia, F. Gu, D. Yang,
C. Zhang and J. Yang, Nano-Micro Lett., 2021, 13, 42.

86 W.Wu, C. Zhao, H. Liu, T. Liu, L. Wang and J. Zhu, J. Colloid
Interface Sci., 2022, 623, 216-225.

87 A. Dimas Chandra Permana, A. Omar, I. Guillermo
Gonzalez-Martinez, S. Oswald, L. Giebeler, K. Nielsch and
D. Mikhailova, Batter. Supercaps, 2022, 5, €202100353.

88 Y. Zhang, Y. Li, X. Wang, X. Teng, L. Guan, H. Yang, Z. He,
Y. Wan, S. Guo, H. Hu and M. Wu, J. Mater. Chem. A, 2022,
DOI: 10.1039/D2TA02256G.

89 C. Leng, Y. V. Fedoseeva, Z. Zhao, B. Yan, A. V. Okotrub,
X. Wang, J. Fan and J. Qiu, J. Power Sources, 2022, 536,
231484.

90 Y. Jiang and J. Liu, Energy Environ. Mater., 2019, 2, 30-37.

91 Y. Gogotsi and R. M. Penner, ACS Nano, 2018, 12, 2081-
2083.

92 Y. Wang, Y. Song and Y. Xia, Chem. Soc. Rev., 2016, 45,
5925-5950.

93 J. Yan, Q. Wang, T. Wei and Z. Fan, Adv. Energy Mater., 2014,
4, 1300816.

Chem. Sci., 2022, 13, 1981-12015 | 12011


https://doi.org/10.1039/D2TA02256G
http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d2sc04012c

Open Access Article. Published on 06 September 2022. Downloaded on 3/13/2026 1:21:31 PM.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

Chemical Science

94 T. Brousse, D. Bélanger and J. W. Long, J. Electrochem. Soc.,
2015, 162, A5185-A5189.

95 Y. Shao, M. F. El-Kady, J. Sun, Y. Li, Q. Zhang, M. Zhu,
H. Wang, B. Dunn and R. B. Kaner, Chem. Rev., 2018, 118,
9233-9280.

96 V. Augustyn, P. Simon and B. Dunn, Energy Environ. Sci.,
2014, 7, 1597-1614.

97 D. P. Dubal, O. Ayyad, V. Ruiz and P. Gomez-Romero, Chem.
Soc. Rev., 2015, 44, 1777-1790.

98 S. Kumar, G. Saeed, L. Zhu, K. N. Hui, N. H. Kim and
J. H. Lee, Chem. Eng. J., 2021, 403, 126352.

99 P. Cai, K. Zou, X. Deng, B. Wang, M. Zheng, L. Li, H. Hou,
G. Zou and X. Ji, Adv. Energy Mater., 2021, 11, 2003804.
100 H. Wang, W. Ye, Y. Yang, Y. Zhong and Y. Hu, Nano Energy,

2021, 85, 105942.

101 P. Liu, W. Liu, Y. Huang, P. Li, J. Yan and K. Liu, Energy
Storage Mater., 2020, 25, 858-865.

102 H. Tang, J. Yao and Y. Zhu, Adv. Energy Mater., 2021, 11,
2003994.

103 X. Ma, ]J. Cheng, L. Dong, W. Liu, J. Mou, L. Zhao, J. Wang,
D. Ren, J. Wu, C. Xu and F. Kang, Energy Storage Mater.,
2019, 20, 335-342.

104 H.Wang, C. Zhu, D. Chao, Q. Yan and H. J. Fan, Adv. Mater.,
2017, 29, 1702093.

105 P. Jezowski, O. Crosnier, E. Deunf, P. Poizot, F. Béguin and
T. Brousse, Nat. Mater., 2018, 17, 167-173.

106 B. Li, J. Zheng, H. Zhang, L. Jin, D. Yang, H. Lv, C. Shen,
A. Shellikeri, Y. Zheng, R. Gong, ]J. P. Zheng and
C. Zhang, Adv. Mater., 2018, 30, 1705670.

107 M. Liu, L. Chang, Z. Le, ]J. Jiang, J. Li, H. Wang, C. Zhao,
T. Xu, P. Nie and L. Wang, ChemSusChem, 2020, 13, 5837-
5862.

108 J. Jin, X. Geng, Q. Chen and T.-L. Ren, Nano-Micro Lett.,
2022, 14, 64.

109 J. Yuan, X. Hu, Y. Liu, G. Zhong, B. Yu and Z. Wen, Chem.
Commun., 2020, 56, 13933-13949.

110 A. Lewandowski, A. Olejniczak, M. Galinski and I. Stepniak,
J. Power Sources, 2010, 195, 5814-5819.

111 P. Han, G. Xu, X. Han, J. Zhao, X. Zhou and G. Cui, Adv.
Energy Mater., 2018, 8, 1801243.

112 M. Galinski, A. Lewandowski and I. Stepniak, Electrochim.
Acta, 2006, 51, 5567-5580.

113 F. Béguin, V. Presser, A. Balducci and E. Frackowiak, Adv.
Mater., 2014, 26, 2219-2251.

114 J. Huang, Z. Guo, Y. Ma, D. Bin, Y. Wang and Y. Xia, Small
Methods, 2019, 3, 1800272.

115 Y. Wy, Y. Sun, Y. Tong, X. Liu, J. Zheng, D. Han, H. Li and
L. Niu, Energy Storage Mater., 2021, 41, 108-132.

116 Z. Huang, T. Wang, H. Song, X. Li, G. Liang, D. Wang,
Q. Yang, Z. Chen, L. Ma, Z. Liu, B. Gao, J. Fan and C. Zhi,
Angew. Chem., Int. Ed., 2021, 60, 1011-1021.

117 S. Wu, Y. Chen, T. Jiao, J. Zhou, J. Cheng, B. Liu, S. Yang,
K. Zhang and W. Zhang, Adv. Energy Mater., 2019, 9,
1902915.

118 F. Meng, T. Long, B. Xu, Y. Zhao, Z. Hu, L. Zhang and J. Liu,
Front. Chem., 2020, 8, 652.

12012 | Chem. Sci., 2022, 13, 11981-12015

View Article Online

Review

119 S. Brutti, E. Simonetti, M. De Francesco, A. Sarra,
A. Paolone, O. Palumbo, S. Fantini, R. Lin, A. Falgayrat,
H. Choi, M. Kuenzel, S. Passerini and G. B. Appetecchi, J.
Power Sources, 2020, 479, 228791.

120 C.Xu, G. Yang, D. Wu, M. Yao, C. Xing, J. Zhang, H. Zhang,
F. Li, Y. Feng, S. Qi, M. Zhuo and J. Ma, Chem.-Asian J.,
2021, 16, 549-562.

121 B. Wu Hao and W. Lou Xiong, Sci. Adv., 2017, 3, eaap9252.

122 L. Niu, T. Wu, M. Chen, L. Yang, J. Yang, Z. Wang,
A. A. Kornyshev, H. Jiang, S. Bi and G. Feng, Adv. Mater.,
2022, 2200999.

123 M. Sadakiyo, T. Yamada and H. Kitagawa, J. Am. Chem. Soc.,
2009, 131, 9906-9907.

124 J. Park, M. Lee, D. Feng, Z. Huang, A. C. Hinckley,
A. Yakovenko, X. Zou, Y. Cui and Z. Bao, J. Am. Chem.
Soc., 2018, 140, 10315-10323.

125 D. Sheberla, J. C. Bachman, ]J. S. Elias, C.-J. Sun, Y. Shao-
Horn and M. Dinca, Nat. Mater., 2017, 16, 220-224.

126 D. Feng, T. Lei, M. R. Lukatskaya, J. Park, Z. Huang, M. Lee,
L. Shaw, S. Chen, A. A. Yakovenko, A. Kulkarni, J. Xiao,
K. Fredrickson, J. B. Tok, X. Zou, Y. Cui and Z. Bao, Nat.
Energy, 2018, 3, 30-36.

127 S. Dong, L. Wu, M. Xue, Z. Li, D. Xiao, C. Xu, L. Shen and
X. Zhang, ACS Appl. Energy Mater., 2021, 4, 1568-1574.

128 W. Yan, K. Fan, L.-M. Zheng and Z. Jin, Small Struct., 2021,
2,2100122.

129 C. D. Wessells, S. V. Peddada, R. A. Huggins and Y. Culi,
Nano Lett., 2011, 11, 5421-5425.

130 Q. Yang, F. Mo, Z. Liu, L. Ma, X. Li, D. Fang, S. Chen,
S. Zhang and C. Zhi, Adv. Mater., 2019, 31, 1901521.

131 P. Pazhamalai, K. Krishnamoorthy, S. Sahoo and S. J. Kim,
J. Alloys Compd., 2018, 765, 1041-1048.

132 J. Su, W. He, X.-M. Li, L. Sun, H.-Y. Wang, Y.-Q. Lan,
M. Ding and ].-L. Zuo, Matter, 2020, 2, 711-722.

133 R. Yun, Z. Lu, Y. Pan, X. You and J. Bai, Angew. Chem., Int.
Ed., 2013, 52, 11282-11285.

134 J. H. Choe, H. Kim, M. Kang, H. Yun, S. Y. Kim, S. M. Lee
and C. S. Hong, J. Am. Chem. Soc., 2022, 144, 10309-10319.

135 K. W. Nam, S. S. Park, R. dos Reis, V. P. Dravid, H. Kim,
C. A. Mirkin and ]. F. Stoddart, Nat. Commun., 2019, 10,
4948.

136 W.-H. Li, K. Ding, H.-R. Tian, M.-S. Yao, B. Nath,
W.-H. Deng, Y. Wang and G. Xu, Adv. Funct. Mater., 2017,
27,1702067.

137 M. Du, Q. Li, Y. Zhao, C.-S. Liu and H. Pang, Coord. Chem.
Rev., 2020, 416, 213341.

138 Z.Li, X. Ge, C. Li, S. Dong, R. Tang, C. Wang, Z. Zhang and
L. Yin, Small Methods, 2020, 4, 1900756.

139 X. Liu, F. Yang, W. Xu, Y. Zeng, J. He and X. Lu, Adv. Sci.,
2020, 7, 2002173.

140 Y. Du, X. Gao, S. Li, L. Wang and B. Wang, Chinese Chem.
Lett., 2020, 31, 609-616.

141 S. Bai, X. Liu, K. Zhu, S. Wu and H. Zhou, Nat. Energy, 2016,
1, 16094.

142 Q. Huang, J. Chen, M. Liu, H. Huang, X. Zhang and Y. Wei,
Chem. Eng. J., 2020, 387, 124019.

© 2022 The Author(s). Published by the Royal Society of Chemistry


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d2sc04012c

Open Access Article. Published on 06 September 2022. Downloaded on 3/13/2026 1:21:31 PM.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

Review

143 S. Manoharan, P. Pazhamalai, V. K. Mariappan,
K. Murugesan, S. Subramanian, K. Krishnamoorthy and
S.-J. Kim, Nano Energy, 2021, 83, 105753.

144 W. Zhu, A. Li, Z. Wang, J. Yang and Y. Xu, Small, 2021, 17,
2006424.

145 W. Yang, X. Li, Y. Li, R. Zhu and H. Pang, Adv. Mater., 2019,
31, 1804740.

146 Y. V. Kaneti, J. Tang, R. R. Salunkhe, X. Jiang, A. Yu,
K. C. W. Wu and Y. Yamauchi, Adv. Mater., 2017, 29,
1604898.

147 A. Indra, T. Song and U. Paik, Adv. Mater., 2018, 30,
1705146.

148 X. Xu, R. Cao, S. Jeong and J. Cho, Nano Lett., 2012, 12,
4988-4991.

149 J.-Y. Tan, J.-T. Su, Y.]J. Wu, C.-L. Huang, P.-Y. Cheng,
Y.-A. Chen and S.-Y. Lu, ACS Sustain. Chem. Eng., 2021, 9,
1180-1192.

150 H. Liu, X. Liu, W. Li, X. Guo, Y. Wang, G. Wang and D. Zhao,
Adv. Energy Mater., 2017, 7, 1700283.

151 X. Li, S. Zheng, L. Jin, Y. Li, P. Geng, H. Xue, H. Pang and
Q. Xu, Adv. Energy Mater., 2018, 8, 1800716.

152 C.Wang, J. Kim, J. Tang, M. Kim, H. Lim, V. Malgras, J. You,
Q. Xu, J. Li and Y. Yamauchi, Chem, 2020, 6, 19-40.

153 H. Gu, L. Kong, H. Cui, X. Zhou, Z. Xie and Z. Zhou, J. Energy
Chem., 2019, 28, 79-84.

154 Y. Ma, H. Chang, M. Zhang and Y. Chen, Adv. Mater., 2015,
27, 5296-5308.

155 C. Largeot, C. Portet, J. Chmiola, P.-L. Taberna, Y. Gogotsi
and P. Simon, J. Am. Chem. Soc., 2008, 130, 2730-2731.

156 S. Kondrat, C. R. Pérez, V. Presser, Y. Gogotsi and
A. A. Kornyshev, Energy Environ. Sci., 2012, 5, 6474-6479.

157 Y. L. Kim, Y. J. Lee, J. Yoo and J.-H. Kim, J. Power Sources,
2019, 438, 226969.

158 M. Endo, T. Maeda, T. Takeda, Y. J. Kim, K. Koshiba,
H. Hara and M. S. Dresselhaus, J. Electrochem. Soc., 2001,
148, A910.

159 R. Du, Y. Wy, Y. Yang, T. Zhai, T. Zhou, Q. Shang, L. Zhu,
C. Shang and Z. Guo, Adv. Energy Mater., 2021, 11, 2100154.

160 K. Zou, P. Cai, B. Wang, C. Liu, J. Li, T. Qiu, G. Zou, H. Hou
and X. Ji, Nano-Micro Lett., 2020, 12, 121.

161 X. Qiu, N. Wang, Z. Wang, F. Wang and Y. Wang, Angew.
Chem., Int. Ed., 2021, 60, 9610-9617.

162 G. Lu, H. Wang, Y. Zheng, H. Zhang, Y. Yang, J. Shi,
M. Huang and W. Liu, Electrochim. Acta, 2019, 319, 541-
551.

163 Z. Xu, J. Li, X. Li, Z. Chen, C. Chen, S. A. Ali Shah and
M. Wu, Appl. Surf. Sci., 2021, 565, 150528.

164 J. Rui, N. Deng, Y. Zhao, C. Tao, J. Zhou, Z. Zhao and
X. Huang, Chemosphere, 2022, 302, 134849.

165 S. Liu, L. Kang, J. Hu, E. Jung, J. Zhang, S. C. Jun and
Y. Yamauchi, ACS Energy Lett., 2021, 6, 3011-3019.

166 S. Liu, Y. Yin, D. Ni, K. San Hui, K. N. Hui, S. Lee,
C.-Y. Ouyang and S. C. Jun, Energy Storage Mater., 2019,
19, 186-196.

167 P. Shang, M. Liu, Y. Mei, Y. Liu, L. Wu, Y. Dong, Z. Zhao and
J. Qiu, Small, 2022, 18, 2108057.

© 2022 The Author(s). Published by the Royal Society of Chemistry

View Article Online

Chemical Science

168 R. Yan, K. Leus, J. P. Hofmann, M. Antonietti and
M. Oschatz, Nano Energy, 2020, 67, 104240.

169 C.-F. Cheng, Y.-M. Chen, F. Zou, K. Liu, Y. Xia, Y.-F. Huang,
W.Y. Tung, M. R. Krishnan, B. D. Vogt, C.-L. Wang,
R.-M. Ho and Y. Zhu, ACS Appl. Mater. Interfaces, 2019,
11, 30694-30702.

170 J. Ruan, F. Mo, Z. Chen, M. Liu, S. Zheng, R. Wu, F. Fang,
Y. Song and D. Sun, Adv. Energy Mater., 2020, 10, 1904045.

171 R. Yuksel, O. Buyukcakir, P. K. Panda, S. H. Lee, Y. Jiang,
D. Singh, S. Hansen, R. Adelung, Y. K. Mishra, R. Ahuja
and R. S. Ruoff, Adv. Funct. Mater., 2020, 30, 1909725.

172 X. Zhu, F. Guo, Q. Yang, H. Mi, C. Yang and ]. Qiu, J. Power
Sources, 2021, 506, 230224.

173 L. Lei, Y. Zheng, X. Zhang, Y. Su, X. Zhou, S. Wu and J. Shen,
Chem.-Asian J., 2021, 16, 2146-2153.

174 X. Deng, J. Li, Z. Shan, J. Sha, L. Ma and N. Zhao, J. Mater.
Chem. A, 2020, 8, 11617-11625.

175 L. Wang, M. Huang, ]J. Huang, X. Tang, L. Li, M. Peng,
K. Zhang, T. Hu, K. Yuan and Y. Chen, J. Mater. Chem. A,
2021, 9, 15404-15414.

176 S.Xue, S. Zhao, J. Lu, L. Wu and F. Lian, ACS Nano, 2022, 16,
2651-2660.

177 L. Fan, X. Zhang, L. Fan, L. Yan, Z. Wang, W. Lei, D. Ruan
and Z. Shi, ACS Appl. Energy Mater., 2021, 4, 11436-11446.

178 S.y. Li, H.-l. Deng, Z.-1. Chu, T. Wang, L. Wang, Q.-s. Zhang,
J.-h. Cao, Y.-l. Cheng, Y.-q. Huang, J. Zhu and B.-a. Lu, ACS
Appl. Mater. Interfaces, 2021, 13, 50005-50016.

179 H. Zhang, Q. Liu, Y. Fang, C. Teng, X. Liu, P. Fang, Y. Tong
and X. Lu, Adv. Mater., 2019, 31, 1904948.

180 Y. Shao, Z. Sun, Z. Tian, S. Li, G. Wu, M. Wang, X. Tong,
F. Shen, Z. Xia, V. Tung, J. Sun and Y. Shao, Adv. Funct.
Mater., 2021, 31, 2007843.

181 J. Wu, R. Liu, M. Li, X. Luo, W. Lai, X. Zhang, D. Li, F. Yu
and Y. Chen, J. Energy Storage, 2022, 48, 103996.

182 J. Chen, B. Yang, H. Hou, H. Li, L. Liu, L. Zhang and X. Yan,
Adv. Energy Mater., 2019, 9, 1803894.

183 Q. Liu, H. Zhang, J. Xie, X. Liu and X. Lu, Carbon Energy,
2020, 2, 521-539.

184 N. Mubarak, M. Thsan-Ul-Haq, H. Huang, J. Cui, S. Yao,
A. Susca, J. Wu, M. Wang, X. Zhang, B. Huang and
J.-K. Kim, J. Mater. Chem. A, 2020, 8, 10269-10282.

185 M. Shao, C. Li, T. Li, H. Zhao, W. Yu, R. Wang, J. Zhang and
L. Yin, Adv. Funct. Mater., 2020, 30, 2006561.

186 H. Li, J. Wu, L. Wang, Q. Liao, X. Niu, D. Zhang and
K. Wang, Chem. Eng. J., 2022, 428, 131071.

187 X. F. Lu, Y. Fang, D. Luan and X. W. D. Lou, Nano Lett.,
2021, 21, 1555-1565.

188 Q.-C. Jia, H.-J. Zhang and L.-B. Kong, J. Electroanal. Chem.,
2021, 893, 115326.

189 Y. Bian, S. Wang, D. Jin, R. Wang, C. Chen and L. Zhang,
Nano Energy, 2020, 75, 104935.

190 S.Jiang, S. Yun, H. Cao, Z. Zhang, H. Feng and H. Chen, Sci.
China Mater., 2022, 65, 59-68.

191 X. Jiao, Q. Hao, X. Xia, Z. Wu and W. Lei, Chem. Commun.,
2019, 55, 2692-2695.

Chem. Sci,, 2022, 13, 1981-12015 | 12013


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d2sc04012c

Open Access Article. Published on 06 September 2022. Downloaded on 3/13/2026 1:21:31 PM.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

Chemical Science

192 C.-F. Cheng, X. Li, K. Liu, F. Zou, W.-Y. Tung, Y.-F. Huang,
X. Xia, C.-L. Wang, B. D. Vogt and Y. Zhu, Energy Storage
Mater., 2019, 22, 265-274.

193 H. Li, J. Lang, S. Lei, J. Chen, K. Wang, L. Liu, T. Zhang,
W. Liu and X. Yan, Adv. Funct. Mater., 2018, 28, 1800757.

194 V. Shrivastav, S. Sundriyal, P. Goel, A. Saha, U. K. Tiwari and
A. Deep, Nanoscale Adv., 2021, 3, 6164-6175.

195 D. Chen, S. Sun, G. Yu, L. Qin, W. Wang, M. Jiang and
J. Chen, Carbon, 2020, 166, 91-100.

196 X. Shi, J. Yu, Q. Liu, L. Shao, J. Cai and Z. Sun, Sustain.
Mater. Technol., 2021, 28, e00275.

197 H.-J. Zhang, Q.-C. Jia and L.-B. Kong, J. Energy Storage, 2022,
47, 103617.

198 M.-S. Balogun, Y. Huang, W. Qiu, H. Yang, H. Ji and
Y. Tong, Mater. Today, 2017, 20, 425-451.

199 L. Ma, Y. Zhao, X. Ji, J. Zeng, Q. Yang, Y. Guo, Z. Huang,
X. Li, J. Yu and C. Zhi, Adv. Energy Mater., 2019, 9, 1900509.

200 L. Ma, T. Chen, G. Zhu, Y. Hu, H. Lu, R. Chen, ]. Liang,
Z. Tie, Z. Jin and J. Liu, J. Mater. Chem. A, 2016, 4, 15041-
15048.

201 Z.Ji, H. Wang, S. Canossa, S. Wuttke and O. M. Yaghi, Adv.
Funct. Mater., 2020, 30, 2000238.

202 L. Sun, M. G. Campbell and M. Dinca, Angew. Chem., Int.
Ed., 2016, 55, 3566-3579.

203 X. Cao, C. Tan, M. Sindoro and H. Zhang, Chem. Soc. Rev.,
2017, 46, 2660-2677.

204 Z. Li, S. Gadipelli, H. Li, C. A. Howard, D. J. L. Brett,
P. R. Shearing, Z. Guo, I. P. Parkin and F. Li, Nat. Energy,
2020, 5, 160-168.

205 D.-G. Wang, Z. Liang, S. Gao, C. Qu and R. Zou, Coord.
Chem. Rev., 2020, 404, 213093.

206 L.Kong, J. Zhu, W. Shuang and X.-H. Bu, Adv. Energy Mater.,
2018, 8, 1801515.

207 S. Niu, Z. Wang, T. Zhou, M. Yu, M. Yu and J. Qiu, Adv.
Funct. Mater., 2017, 27, 1605332.

208 W. Du, Y.-L. Bai, J. Xu, H. Zhao, L. Zhang, X. Li and J. Zhang,
J. Power Sources, 2018, 402, 281-295.

209 Z.-X. Li, B.-L. Yang, K.-Y. Zou, L. Kong, M.-L. Yue and
H.-H. Duan, Carbon, 2019, 144, 540-548.

210 K. Shen, L. Zhang, X. Chen, L. Liu, D. Zhang, Y. Han,
J. Chen, J. Long, R. Luque, Y. Li and B. Chen, Science,
2018, 359, 206-210.

211 Q. Li, Z. Dai, J. Wu, W. Liu, T. Di, R. Jiang, X. Zheng,
W. Wang, X. Ji, P. Li, Z. Xu, X. Qu, Z. Xu and J. Zhou, Adv.
Energy Mater., 2020, 10, 1903750.

212 X. Zhou, L. Chen, W. Zhang, ]J. Wang, Z. Liu, S. Zeng, R. Xu,
Y. Wu, S. Ye, Y. Feng, X. Cheng, Z. Peng, X. Li and Y. Yu,
Nano Lett., 2019, 19, 4965-4973.

213 K. Zhao, S. Liu, G. Ye, Q. Gan, Z. Zhou and Z. He, J. Mater.
Chem. A, 2018, 6, 2166-2175.

214 J. Wang, W. Liu, G. Luo, Z. Li, C. Zhao, H. Zhang, M. Zhu,
Q. Xu, X. Wang, C. Zhao, Y. Qu, Z. Yang, T. Yao, Y. Li,
Y. Lin, Y. Wu and Y. Li, Energy Environ. Sci., 2018, 11,
3375-3379.

215 T. Zhai, S. Xie, M. Yu, P. Fang, C. Liang, X. Lu and Y. Tong,
Nano Energy, 2014, 8, 255-263.

12014 | Chem. Sci, 2022, 13, 11981-12015

View Article Online

Review

216 Y. Wang, T. Zhou, K. Jiang, P. Da, Z. Peng, J. Tang, B. Kong,
W.-B. Cai, Z. Yang and G. Zheng, Adv. Energy Mater., 2014, 4,
1400696.

217 X. Shi, A. Wu, T. Feng, K. Zheng, W. Liu, Q. Sun, M. Hong,
S. T. Pantelides, Z.-G. Chen and J. Zou, Adv. Energy Mater.,
2019, 9, 1803242.

218 Z.Wu, Y. Zhao, W. Jin, B. Jia, J. Wang and T. Ma, Adv. Funct.
Mater., 2021, 31, 2009070.

219 Q. Pang, L. Yang and Q. Li, Small Struct., 2022, 3, 2100203.

220 Y. Wu, Y. Li, J. Gao and Q. Zhang, SusMat, 2021, 1, 66-87.

221 G. C. Shearer, S. Chavan, S. Bordiga, S. Svelle, U. Olsbye and
K. P. Lillerud, Chem. Mater., 2016, 28, 3749-3761.

222 L. Tao, C.-Y. Lin, S. Dou, S. Feng, D. Chen, D. Liu, J. Huo,
Z.Xia and S. Wang, Nano Energy, 2017, 41, 417-425.

223 L. Liu, Z. Chen, ]J. Wang, D. Zhang, Y. Zhu, S. Ling,
K.-W. Huang, Y. Belmabkhout, K. Adil, Y. Zhang,
B. Slater, M. Eddaoudi and Y. Han, Nat. Chem., 2019, 11,
622-628.

224 Z. Xue, K. Liu, Q. Liu, Y. Li, M. Li, C.-Y. Su, N. Ogiwara,
H. Kobayashi, H. Kitagawa, M. Liu and G. Li, Nat.
Commun., 2019, 10, 5048.

225 Y. Wang, Y. Zhang, Z. Liu, C. Xie, S. Feng, D. Liu, M. Shao
and S. Wang, Angew. Chem., Int. Ed., 2017, 56, 5867-5871.

226 T. H. Wu, L. H. Yen and Y. Q. Lin, J. Colloid Interface Sci.,
2022, 625, 354-362.

227 J. Li, Y. Ding, S. Zhang, H. Li, B. Yin and T. Ma, J. Power
Sources, 2022, 524, 231074.

228 X. Zhang, X. Liu, Y. Zeng, Y. Tong and X. Lu, Small Methods,
2020, 4, 1900823.

229 Y. Zeng, Z. Lai, Y. Han, H. Zhang, S. Xie and X. Lu, Adv.
Mater., 2018, 30, 1802396.

230 R. Liu, S. Xu, X. Shao, Y. Wen, X. Shi, L. Huang, M. Hong,
J. Hu and Z. Yang, ACS Appl. Mater. Interfaces, 2021, 13,
47717-47727.

231 Q. Tan, X. Li, B. Zhang, X. Chen, Y. Tian, H. Wan, L. Zhang,
L. Miao, C. Wang, Y. Gan, J. Jiang, Y. Wang and H. Wang,
Adv. Energy Mater., 2020, 10, 2001050.

232 C. Huang, A. Gao, F. Yi, Y. Wang, D. Shu, Y. Liang, Z. Zhu,
J. Ling and J. Hao, Chem. Eng. J., 2021, 419, 129643.

233 J. Zhu and S. Mu, Adv. Funct. Mater., 2020, 30, 2001097.

234 B.Yin, S. Liang, D. Yu, B. Cheng, 1. L. Egun, J. Lin, X. Xie,
H. Shao, H. He and A. Pan, Adv. Mater., 2021, 33, 2100808.

235 W. Zhang, J. Ming, W. Zhao, X. Dong, M. N. Hedhili,
P. M. F. J. Costa and H. N. Alshareef, Adv. Funct. Mater.,
2019, 29, 1903641.

236 L.-F. Zhao, Z. Hu, W.-H. Lai, Y. Tao, J. Peng, Z.-C. Miao,
Y.-X. Wang, S.-L. Chou, H.-K. Liu and S.-X. Dou, Adv.
Energy Mater., 2021, 11, 2002704.

237 Y.Zou, Y. Gu, B. Hui, X. Yang, H. Liu, S. Chen, R. Cai, J. Sun,
X. Zhang and D. Yang, Adv. Energy Mater., 2020, 10,
1904147.

238 W. Yang, J. Zhou, S. Wang, Z. Wang, F. Lv, W. Zhang,
W. Zhang, Q. Sun and S. Guo, ACS Energy Lett., 2020, 5,
1653-1661.

239 L. Wang, Y. Han, X. Feng, J. Zhou, P. Qi and B. Wang, Coord.
Chem. Rev., 2016, 307, 361-381.

© 2022 The Author(s). Published by the Royal Society of Chemistry


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d2sc04012c

Open Access Article. Published on 06 September 2022. Downloaded on 3/13/2026 1:21:31 PM.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

Review

240 Y. Li, J. Zhang, Q. Chen, X. Xia and M. Chen, Adv. Mater.,
2021, 33, 2100855.

241 P.Du, L. Cao, B. Zhang, C. Wang, Z. Xiao, J. Zhang, D. Wang
and X. Ou, Renew. Sustain. Energy Rev., 2021, 151, 111640.

242 J. Tang, R. R. Salunkhe, J. Liu, N. L. Torad, M. Imura,
S. Furukawa and Y. Yamauchi, J. Am. Chem. Soc., 2015,
137, 1572-1580.

243 Y. Li, X. Wang, Z. Duan, D. Yu, Q. Wang, D. Ji and W. Liu,
Sep. Purif. Technol., 2022, 293, 121099.

244 X. Liu, W. Zang, C. Guan, L. Zhang, Y. Qian,
A. M. Elshahawy, D. Zhao, S. J. Pennycook and J. Wang,
ACS Energy Lett., 2018, 3, 2462-2469.

245 S. Xiao, X. Li, W. Zhang, Y. Xiang, T. Li, X. Niu, J. S. Chen
and Q. Yan, ACS Nano, 2021, 15, 13307-13318.

246 Y. Huang, X. Hu, J. Li, J. Zhang, D. Cai, B. Sa, H. Zhan and
Z. Wen, Energy Storage Mater., 2020, 29, 121-130.

247 G. Liu, L. Xu, Y. Li, D. Guo, N. Wu, C. Yuan, A. Qin, A. Cao
and X. Liu, Chem. Eng. J., 2022, 430, 132689.

248 Y. Zeng, Y. Wang, Q. Jin, Z. Pei, D. Luan, X. Zhang and
X. W. Lou, Angew. Chem., Int. Ed., 2021, 60, 25793-25798.

249 C.Zhang, F. Han, F. Wang, Q. Liu, D. Zhou, F. Zhang, S. Xu,
C. Fan, X. Li and J. Liu, Energy Storage Mater., 2020, 24, 208-
219.

250 R. Fan, C. Zhao, J. Ma, S. Lei, G. Liang, T. He, G. Zhu and
Y. Cai, J. Mater. Chem. A, 2022, 10, 939-949.

251 J. Zhao, H. Cheng, Z. Zhang, Y. Liu, J. Song, T. Liu, Y. He,
A. Meng, C. Sun, M. Hu, L. Wang, G. Li, J. Huang and
Z. Li, Adv. Funct. Mater., 2022, 2202063.

252 L. Yu, H. Hu, H. B. Wu and X. W. Lou, Adv. Mater., 2017, 29,
1604563.

253 B. Y. Guan, X. Y. Yu, H. B. Wu and X. W. Lou, Adv. Mater.,
2017, 29, 1703614.

254 X. Lai, J. E. Halpert and D. Wang, Energy Environ. Sci., 2012,
5, 5604-5618.

255 Y. Huang, Y. Fang, X. F. Lu, D. Luan and X. W. Lou, Angew.
Chem., Int. Ed., 2020, 59, 19914-19918.

256 B. Chen, L. Chen, L. Zu, Y. Feng, Q. Su, C. Zhang and
J. Yang, Adv. Mater., 2022, 34, 2200894.

257 L. Yu, X. Y. Yu and X. W. Lou, Adv. Mater., 2018, 30,
1800939.

258 D. Liu, J. Wan, G. Pang and Z. Tang, Adv. Mater., 2019, 31,
1803291.

259 F. Zou, Y.-M. Chen, K. Liu, Z. Yu, W. Liang, S. M. Bhaway,
M. Gao and Y. Zhu, ACS Nano, 2016, 10, 377-386.

260 Z. Zhao, J. Ding, R. Zhu and H. Pang, J. Mater. Chem. A,
2019, 7, 15519-15540.

© 2022 The Author(s). Published by the Royal Society of Chemistry

View Article Online

Chemical Science

261 S. Dong, C. Li, X. Ge, Z. Li, X. Miao and L. Yin, ACS Nano,
2017, 11, 6474-6482.

262 C.Wu, X. Tong, Y. Ai, D.-S. Liu, P. Yu, J. Wu and Z. M. Wang,
Nano-Micro Lett., 2018, 10, 40.

263 W. Guo, W. Sun, L.-P. Lv, S. Kong and Y. Wang, ACS Nano,
2017, 11, 4198-4205.

264 X. Wang, Y. Chen, Y. Fang, J. Zhang, S. Gao and X. W. Lou,
Angew. Chem., Int. Ed., 2019, 58, 2675-2679.

265 J. Liu, X. Song, T. Zhang, S. Liu, H. Wen and L. Chen, Angew.
Chem., Int. Ed., 2021, 60, 5612-5624.

266 G. Zhang, L. Jin, R. Zhang, Y. Bai, R. Zhu and H. Pang,
Coord. Chem. Rev., 2021, 439, 213915.

267 B. Zhu, D. Wen, Z. Liang and R. Zou, Coord. Chem. Rev.,
2021, 446, 214119.

268 H. Yi, R. Qin, S. Ding, Y. Wang, S. Li, Q. Zhao and F. Pan,
Adv. Funct. Mater., 2021, 31, 2006970.

269 S. Sanati, R. Abazari, J. Albero, A. Morsali, H. Garcia,
Z. Liang and R. Zou, Angew. Chem., Int. Ed., 2021, 60,
11048-11067.

270 H. Wang, Q. He, S. Liang, Y. Li, X. Zhao, L. Mao, F. Zhan
and L. Chen, Energy Storage Mater., 2021, 43, 531-578.

271 J. Yang, Z. Ju, Y. Jiang, Z. Xing, B. Xi, J. Feng and S. Xiong,
Adv. Mater., 2018, 30, 1700104.

272 X.-M. Cheng, X.-Y. Dao, S.-Q. Wang, J. Zhao and W.-Y. Sun,
ACS Catal., 2021, 11, 650-658.

273 A. Zhou, W. Cheng, W. Wang, Q. Zhao, J. Xie, W. Zhang,
H. Gao, L. Xue and J. Li, Adv. Energy Mater., 2021, 11,
2000943.

274 G. Xu, P. Nie, H. Dou, B. Ding, L. Li and X. Zhang, Mater.
Today, 2017, 20, 191-2009.

275 J.Ren, Y. Huang, H. Zhu, B. Zhang, H. Zhu, S. Shen, G. Tan,
F. Wu, H. He, S. Lan, X. Xia and Q. Liu, Carbon Energy, 2020,
2, 176-202.

276 Z. Liang, C. Qu, W. Guo, R. Zou and Q. Xu, Adv. Mater.,
2018, 30, 1702891.

277 L. S. Xie, L. Sun, R. Wan, S. S. Park, J. A. DeGayner,
C. H. Hendon and M. Dinca, J. Am. Chem. Soc., 2018, 140,
7411-7414.

278 G. Skorupskii and M. Dinca, J. Am. Chem. Soc., 2020, 142,
6920-6924.

279 Y. Zhang, Q. Su, W. Xu, G. Cao, Y. Wang, A. Pan and
S. Liang, Adv. Sci., 2019, 6, 1900162.

280 L. Suo, O. Borodin, T. Gao, M. Olguin, J. Ho, X. Fan, C. Luo,
C. Wang and K. Xu, Science, 2015, 350, 938-943.

281 J. M. Wrogemann, S. Kiinne, A. Heckmann, I. A. Rodriguez-
Pérez, V. Siozios, B. Yan, J. Li, M. Winter, K. Beltrop and
T. Placke, Adv. Energy Mater., 2020, 10, 1902709.

Chem. Sci., 2022, 13, 1981-12015 | 12015


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d2sc04012c

	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors
	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors
	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors
	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors
	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors
	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors
	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors
	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors
	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors

	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors
	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors
	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors
	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors
	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors

	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors
	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors
	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors
	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors

	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors
	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors
	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors
	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors
	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors
	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors
	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors
	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors
	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors
	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors
	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors
	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors
	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors
	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors
	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors

	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors
	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors
	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors
	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors
	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors
	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors
	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors

	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors
	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors
	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors
	Metaltnqh_x2013organic frameworks and their derivatives for metal-ion (Li, Na, K and Zn) hybrid capacitors


