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Exploring the configurational space of amorphous
graphene with machine-learned atomic energies

*a

Zakariya El-Machachi, (22 Mark Wilson €2 ® and Volker L. Deringer

Two-dimensionally extended amorphous carbon (“amorphous graphene’) is a prototype system for
disorder in 2D, showing a rich and complex configurational space that is yet to be fully understood. Here
we explore the nature of amorphous graphene with an atomistic machine-learning (ML) model. We
create structural models by introducing defects into ordered graphene through Monte-Carlo bond
switching, defining acceptance criteria using the machine-learned local, atomic energies associated with
a defect, as well as the nearest-neighbor (NN) environments. We find that physically meaningful
structural models arise from ML atomic energies in this way, ranging from continuous random networks
to paracrystalline structures. Our results show that ML atomic energies can be used to guide Monte-
Carlo structural searches in principle, and that their predictions of local stability can be linked to short-
and medium-range order in amorphous graphene. We expect that the former point will be relevant
more generally to the study of amorphous materials, and that the latter has wider implications for the
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Introduction

The study of the amorphous state has long been of fundamental
research interest.’ It is also increasingly important to under-
stand structure-property correlations in amorphous materials,
owing to ubiquitous applications in solar cells,> transparent
electronic devices,® or phase-change memories.* Whilst bulk
amorphous phases are challenging to study structurally, two-
dimensional (2D) amorphous materials can be directly visual-
ized by atomistic imaging techniques such as high-resolution
transmission electron microscopy (HRTEM).>™* And just like
graphene is the prototypical ordered 2D material, there is
ongoing research interest in its disordered analogue(s). Indeed,
Toh et al. recently synthesized a centimeter-scale sample of free-
standing monolayer amorphous carbon” and characterized the
structure based on the interpretation of HRTEM images.

The amorphous forms of carbon have been widely studied
using computer simulations. Most commonly, these studies
have been carried out in the framework of molecular dynamics
(MD), from early work on melt-quenching™ to direct simula-
tions of thin-film growth by ion deposition.>*>* Very recently,
the properties of “amorphous graphite”, as a 3D extended
arrangement of individual amorphous graphene sheets, were
investigated with density-functional theory (DFT) based MD and
electronic-structure computations.”* Earlier simulation studies
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interpretation of ML potential models.

had emphasized the connection between low-density amor-
phous carbon and the idealized case of 2D amorphous gra-
phene (“aG” in the following).>*>®

Graphene itself, as a 2D system, is rather well-confined and
allows for Monte Carlo (MC) simulations to model topological
defects. The Wooten-Winer-Weaire (WWW) algorithm, initially
proposed for silicon,” remains a simple yet robust approach to
generating continuous random network (CRN) models. In this,
disorder is gradually introduced through local bond trans-
positions and structural relaxation. To simulate aG, bond trans-
positions are introduced as Stone-Wales (SW) defects,”® with
moves being accepted or rejected based on a suitable Metropolis
criterion, typically the total-energy difference between the new
and old configuration. SW defects are created by a formal in-plane
90° rotation of two atoms around the mid-point of the bond*® and
are the foundational example of (intrinsic) topological disorder in
2D carbon.”*>** This approach has long been used to study aG.*
Various implementations of the WWW algorithm exist:
D'Ambrosio et al. showed that the majority of bond transpositions
are rejected during annealing, and that an early decision scheme
can enhance computation speed by rejecting unfavorable trans-
positions;** Ormrod Morley et al. constructed Metropolis criteria
from topological metrics such as ring distributions (that is, energy
changes were not considered in that case).*”
Machine learning (ML) based interatomic potential models

increasingly being used to accelerate materials
simulations.**** ML potentials are typically “trained” with DFT
data and can achieve similar accuracy for a small fraction of the
cost. One key assumption in many of these methods is that the
total energy can be separated into sums of machine-learned

are
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atomic energies.*>* Whilst being an approximation in the first
place, it was argued that these atomic energies may in fact be
amenable to interpretation: a connection between ML atomic
energies and local chemical structure was made for partly
occupied crystallographic sites in f-rhombohedral boron,** and
for atomic environments with different coordination numbers
in amorphous silicon.*> ML models for other properties of local
atomic environments have recently been investigated, ranging
from the local electronic density of states**** to local distortion
factors in grain boundaries.”” The nature of these local ML
properties (including atomic energies), and their usefulness in
predicting physical properties, remains an interesting research
question. (See, e.g., ref. 46 for a discussion of ML atomic ener-
gies in a chemically complex system.)

In the present work, we explore the configurational space of
amorphous graphene based on an ML potential model that
gives access to total and local energies. We use an MC bond-
switching algorithm where ML atomic energies are used in
the acceptance criterion and show that doing so leads to phys-
ically sound structural models. Depending on the details of the
algorithm, we obtain CRN-like or paracrystalline structures. Our
work shows that ML atomic energies can be used in different
ways to “drive” MC simulations based on local and nearest-
neighbor (NN) energy contributions, with implications for
research on amorphous graphene and likely on other disor-
dered structures and materials.

Methods

Potential-energy models

A common ansatz in developing potential-energy models is that
the total energy, E, can be separated into a sum of atomic
contributions:

atoms

E=3 & 1)

where ¢; = ¢({r;}), with 7, j being atomic indices, and r;; = 7cye.
This ansatz can be applied to many systems as short- and
medium-range interactions predominantly determine the total
energy. However, the question of how to formulate ¢({r;}) is not
trivial: in carbon, there is a vast configurational space with
a subtle interplay between structure and energetics, such as in
dihedral and torsional forces, weak interlayer interactions, and
so on. Moreover, locality can depend on the structure: numer-
ical experiments showed a large difference in the locality of
atomic forces for diamond versus graphite.”” (We note in
passing that extracting local energies directly from DFT is not
trivial, although attempts have previously been made.*?)
Empirical potentials are typically parameterized for a specific
composition and phase of a material. For example, the original
Tersoff potential for carbon' was parameterized by fitting
parameters of repulsive and attractive pair potentials to cohesive
energies of carbon polymorphs along with the lattice parameter
and bulk modulus of diamond. This potential*® used a bond-
order approach, where bond strengths are modified according
to the number of neighbors. The original reactive empirical bond-

© 2022 The Author(s). Published by the Royal Society of Chemistry
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order (REBO) potential was an update of the Tersoff potential
incorporating hydrogen,* with REBO-II adding further improve-
ments.* A long-range Lennard-Jones term was added to REBO-II,
creating the adaptive intermolecular reactive bond order (AIR-
EBO) potential.** The long-range bond order potential (LCBOP)*>
is similar to AIREBO, having a long-range term in conjunction
with a bond-order description—albeit here it is built in from the
beginning. The environment-dependent interaction potential
(EDIP) for carbon®®" was initially developed from an earlier
silicon EDIP model.>>*® EDIP has been shown to be successful in
describing various properties of amorphous carbon, including
the graphitization at low and high densities.?”"*°

Gaussian approximation potential (GAP)

The Gaussian approximation potential (GAP) framework® is
used to “machine-learn” interatomic potential models from
quantum-mechanical data, often based on DFT. Unlike empir-
ical potentials which are constructed based on physical
knowledge, GAP makes a non-parametric fit. This means that
the model can adjust to complex input data—however, it also
means that the selection and quantity of reference (“training”)
data is critically important.®
In brief, the local energy for a GAP model is

€(q) = Z: a,K(q., qt)7 [2)

where the sum runs over N, training configurations represented
by the local-environment descriptor q,, with a corresponding
weighting coefficient «, attributed during fitting. K is a covari-
ance kernel which measures the similarity between the input and
training configurations, represented by q and q,, respectively. A
commonly used approach for the latter task is the Smooth
Overlap of Atomic Positions (SOAP) descriptor and kernel.**

For the present work we use the amorphous carbon poten-
tial, GAP-17.*” This model has been shown to predict energies
within tens of meV per atom compared to DFT, as well as
providing a good description of structural and elastic properties
of amorphous carbon.*

Initialization

We generate a pristine, 200-atom layer of crystalline graphene
using the experimental bond length of 1.42 A (ref. 62 and 63). A
spacing of 20 A between layers ensures that there is no inter-
action between periodic replicas. Where noted, NN-energy-
based runs start from structural models that have been “ther-
malized”, i.e., disordered, using local energies at § = 2.0 eV~
(see below). The cell parameters are allowed to relax prior to the
first bond switch, and then kept fixed for the duration of the MC
simulation. The structures are kept planar, simplifying the
present study to the idealized 2D case, and noting that puck-
ering can lower the energy further.*

Monte-Carlo protocol

A kinetic MC algorithm is used to generate aG structural
models. The simulations begin either from ¢G or from

Chem. Sci., 2022, 13, 13720-13731 | 13721
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a thermalized structure. At each step, a random atom is chosen
along with a random neighbor, determined using a cutoff of
1.85 A. The atoms undergo an SW rotation (90° about the bond
center) and the new structure is then relaxed using the
conjugate-gradient algorithm. For initial testing of structural
relaxations, energy evaluations, and MC runs, we used the
Atomic Simulation Environment (ASE)® interfaced to quippy®®*’
(https://github.com/libAtoms/QUIP). The production MC runs
shown in this work used LAMMPS.®® The force tolerance for
structural relaxations was 1 meV A~! with a maximum of 150
relaxation steps. A topological constraint is imposed where
the newly relaxed structure must be 3-coordinate, otherwise
the move is rejected. (This constraint is included because
there will be moves which create stubborn coordination
defects, and we found that these defects hindered the
progress of MC annealing where the simulation would get
“stuck” in local minima.) If the constraints are met, the new
structure is accepted with the following probability:

B 1, if AE = 0, 6)
W' exp(—BAE), if AE > 0,

where 8 = (kgT) " and AE = Epey — Eoia. If AE > 0, we generate
a random number z in [0,1), and if w > z, then the move is
accepted, else it is rejected and the previous configuration is
kept. In this work, 8 has no physical relation to temperature
since AE is not measured for all atoms about their equilibrium
position, as the atoms are being held fixed after the bond
transposition and thus thermal fluctuations are ignored (unlike
with MD). Fixing particle positions at every move results in
ergodicity being broken and thus samples are not taken from
a Boltzmann distribution.®® Furthermore, the local-energy and
NN-energy framework explicitly do not include all atomic
energies which is another source of ergodicity being broken.
This is not a concern for the present work as temperature-driven
dynamics are not relevant (see ref. 69 for an approach to
introducing ergodicity to a similar problem) and results in
6 becoming a tunable parameter. ¢ was initially chosen to be 2.0
eV to correspond to the study by Toh et al.,’*> and then tuned
heuristically for the local- and total-energy-based MC runs.

We use the atomic energies for the defect pair in the
Metropolis criterion, defining the local defect energy as

€local = €1 + & (4)

and the NN defect energy as
NN
ENN = €local T Z Eis (5)

where ¢; is the local atomic energy of the i-th atom, with i = 1
and i = 2 denoting the two atoms in the SW defect pair, and i =
3...6 the topological NNs of the SW defect pair (Fig. 1c and d).
MC runs based on total energies were also carried out for
reference. For the 200-atom systems, 25 independent and
parallel simulations were conducted over 10 000 MC steps each
for different 8 values and for the 612-atom system, 20 000 MC
steps were taken.
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Fig. 1 Stone—Wales defect in graphene and definition of nearest-
neighbor (NN) atoms. (a) Schematic of an in-plane single-bond rota-
tion in graphene, leading to an SW defect. (b) A bond rotation by 90°
creates two 5-membered and two 7-membered rings. Definitions are
given for the defect bond length, d,, the defect—NN bond length, d>,
and the defect bond angle, 4 (cf. Table 1). (c) Definition of local energy
for the Metropolis criterion. The gray atoms labeled 1 and 2 are the SW
defect pair, with shading indicating the overlap of the two cutoff
spheres up to which atoms contribute to the local energy (this value is
3.7 A for the GAP-17 model, larger than sketched here). (d) The green
atoms (3—6) are the topological NNs of the defect pair. Green lines
indicate the overlap of the cutoff spheres for each NN atom.

Structural analysis

Ring statistics were determined using a shortest-path algo-
rithm’™ as implemented in Matscipy.”* Topological metrics
typically used in network analysis were applied to the 612-atom
structures, namely, Lemaitre's law’> and the assortativity” (as
discussed below). For SOAP structural analysis, we compared
each individual atom in a given aG structural model to an atom
in ¢G. The SOAP parameters were: radial cutoff, 5.5 A; cutoff
transition width, 0.5 A; neighbor-density smoothness, ¢,¢om =
0.5 A; basis-set convergence parameters, fmax = Imax = 16; dot-
product kernel raised to a power of { = 4. All structures were
visualized using OVITO.™

Phonon calculations

A geometry optimization was performed on the local, NN and
Toh et al. structures keeping the cell fixed (Fpax < 1 meV AD’l).
We applied a finite-difference approach with a displacement of
0.01 A. The forces in the displaced structures were computed
using GAP-17 and second-order force constants were computed
using phonopy.” A 50 x 50 x 1 k-point mesh was used to
determine the vibrational density of states (VDOS). We observed
minor imaginary modes in the aG models, presumably due to
the constraint of planarity; these are omitted from VDOS plots
and will be investigated in future work.

© 2022 The Author(s). Published by the Royal Society of Chemistry
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Results and discussion
Local energies for a single defect

Fig. 2 characterizes the structure and energetics of a single SW
defect in graphene. GAP-17 predicts that the energies of the SW
defect pair of atoms are considerably lower in energy than those
of the NN atoms. This behavior is in marked contrast with that
for the empirical potentials (Fig. 2b and Table 1): the latter
suggest that the SW-pair atoms are relatively higher in energy
(with the exception of LCBOP), with atoms in the 5-membered
rings being higher in energy overall and those in 7-membered
rings being lower. LCBOP and GAP-17 predictions are similar
when averaged over the pentagon-pair environments, only
differing slightly in structural parameters. REBO and AIREBO
show slightly larger SW-pair energies and more strained struc-
tures (Table 1).

The total defect formation energy AE. for GAP-17 is
similar overall to that predicted by most empirical potentials—
and to DFT values, which we obtained using CASTEP.” In an
earlier study, hybrid-DFT and quantum Monte Carlo calcula-
tions predicted values of 5.69 eV and 5.92 + 0.03 eV, respec-
tively.® EDIP, LCBOP, and REBO were parameterized for sp>
environments, and their AE,; is in close agreement with that
for GAP-17. AIREBO was also parameterized for sp® environ-
ments, however the added long-range term may not be opti-
mized for 2D planar carbon. In contrast, A¢joc, and Aeny are not
in close agreement, where Agjq, differs the most across all the
potentials (except for REBO and AIREBO which are parameter-
ized identically for short-range terms). Overall, GAP-17 predicts
the lowest energy for the NN defect formation energy among the
potential models investigated.

a ML Local Energy
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Table 1 Structure and formation energy of a single SW defect in
graphene from ML and empirical potentials as well as DFT. The table
shows the computed bond length in pristine graphene (do), the defect-
pair (dq) and defect-NN bond lengths (d>), the defect bond angle (6; cf.
Fig. 1b), and three energies associated with defect formation: the local
energy change in the rotated atoms only (Aeoca), the NN energy
change (Aenn), and the total defect formation energy (AEiotal)

. . R A51«')cal A8NN
do(A) di(A) dyr(A) 6(deg) (eV) (V) AEiora (V)
GAP-17 1.41 132 1.44 121.89 0.14 225 5.58
EDIP 1.50 1.39 1.58 118.26 1.69  3.32 5.58
LCBOP 1.42 134 145 121.76 0.73 239 5.33
REBO 1.42 134 1.46 120.64 0.99 2.85 5.61
AIREBO 1.40 1.32 1.44 120.88 1.09 3.15 6.27
LDA”® 1.41 131 145 12234 — — 5.14
PBE”’ 1.43 132 146 12249 — — 5.03
PBEsol”® 1.42 132 146 12240 — — 5.02

Structural parameters as predicted by the respective poten-
tials are also shown in Table 1. The defect-pair bond length (d,),
defect-NN bond length (d,), and defect bond angle, 6 (Fig. 1b) are
in close agreement across all potentials—with the exception of
EDIP, which notably increases the cell parameters upon relaxa-
tion. This is shown by the difference in ¢G bond length (d,)
between EDIP and the other potentials when the cell parameters
are allowed to relax, with EDIP predicting an elongated d,. GAP-
17 and LCBOP are in close agreement with regard to 6, predicting
a slightly wider bond angle for the 5|7 pair, whereas EDIP
predicts it slightly lower, notwithstanding the fact that the EDIP
defect formation energy is in close agreement with that for GAP-
17. Furthermore, GAP-17 is in excellent agreement with the bond
lengths and angles from our DFT calculations.

b Empirical Potential Local Energy

0.0

AIREBO

Fig. 2 Structure and local energy of a Stone—Wales defect in graphene. The figure compares local energies (top row) and nearest-neighbor
averaged energies ("NN”, bottom row) for a single Stone—Wales (SW) defect as relaxed using the respective interatomic potential. (a, b) Local
atomic energies from GAP-17 and empirical potentials, respectively. (c, d) Same but for NN energies (egn (5)), from GAP-17 and empirical

potentials, respectively.

© 2022 The Author(s). Published by the Royal Society of Chemistry
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Using local energies to drive Monte-Carlo annealing
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energy difference before and after the SW transformation is used

in the Metropolis criterion. Results from two protocols, starting
either from ¢G or from the previously thermalized structures,
converge to similar energy values (green and blue curves in
Fig. 3b). It seems that runs from both starting points tend toward
a mutual limiting distribution. This is reflected in Fig. 3b, as
both curves have means and standard deviations in very close
agreement after approximately 4000 MC steps. However, it is
apparent that this protocol is not ergodic, as discussed in the
Methods section. The principle of ergodicity states that all
possible configurations of the system should be attainable® and
thus it is clear that given the topological constraints imposed, it
is impossible for certain proposed moves to be accepted even
though they may be energetically favorable.

Fig. 3c illustrates the effect of varying ¢ on the resulting
energy profile when using the local-energy criterion. It is clear

Fig. 3 shows the energy profiles of independent parallel MC
simulations via successive SW transformations, which we use to
create structural models of aG. Panel (a) shows the evolution of
the average energy of the ensemble when using (only) the
atomic energies of the SW defect pair in the Metropolis crite-
rion. Clearly, using a 8 value of 2.0 eV~ " leads to a highly
disordered 3-coordinate structure (as shown in the inset), with
energy convergence occurring after about 1000 MC steps. Such
structures contain high-energy 3- and 4-membered rings with
significant strain. We call the resulting structures “thermalized”
and use them as starting points for the runs characterized in
blue in Fig. 3b, as indicated by an arrow.

Nearest-neighbor (NN) atoms are defined topologically in the
present work, and so we include the sum over the SW pair and its
bonded neighbors, including six atoms in total (eqn (5)). The

a Local energy criterion b NN energy criterion

0.6 ’ =
%W f?rj 5
L —
; y —— Thermalized to aG
'I:«. 0.4 N —— Pristine to aG
© ;
>
Q Toh et al. structure
w 021
<
0.0, | | | | | | | | |
0 2000 4000 6000 8000 10000 0 2000 4000 6000 8000 10000
¢ Changing g for local energy d Local, NN, and total energy
0.6 _
— p=20ev”"
T — p=500eV"
© i — p=60.0eVv"
>
Q@
Ly
< — Local (=50.0eV ")
— NN(@B=20ev™)
Total (3=0.8eV ")
0.0 ] ] ] | | ] ] | | |
0 2000 4000 6000 8000 10000 0 2000 4000 6000 8000 10000

Monte Carlo Steps —>

-0 R ]=10

AE (eV at.™)

Monte Carlo Steps ——>

Fig. 3 Evolution of disordered graphene structures during Monte-Carlo simulations. Lines indicate mean energies for an ensemble of 25
separate runs, with shaded regions indicating a standard deviation of 1g. Representative structural snapshots are shown, with atoms color-coded
by local energy. (a) The atomic energies of the two atoms involved in the SW transformation are used for the Metropolis criterion, creating
a “thermalized” structure rapidly at 8 = 2.0 eV ™. These structures are used as initial configurations in (b). (b) MC annealing via NN energies (8 = 2.0
eV} for the Metropolis criterion. The curves converge at slightly above the energy of an MC-annealed paracrystalline structure from Toh et al.
(ref. *3), which is included for reference (red line). (c) The effect of 8 on the MC energy profile. It is seen that a smaller 8 (higher simulation
“temperature”) leads to a higher-energy structure and faster convergence. We emphasize that despite the high standard deviations, the lowest
occurring energy value is AE = 0 eV at.” corresponding to ideal crystalline graphene. (d) Heuristically tuning 8 to find a mutual limiting
distribution between MC approaches (within statistical fluctuations).
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that using a lower  value corresponds to a higher-energy final
structure as well as rapid convergence: for § = 2.0 eV,
convergence occurs in fewer than 1000 MC steps (black line).
Increasing @ results in lower-energy structures and slower
convergence, as shown by the 8 = 50.0 eV " and § = 60.0 eV "
results. For 8 = 60.0 eV~ ', convergence has not occurred after
10 000 steps, however the mean appears to be tending towards
that for § = 50.0 eV ', implying that there might be a minimum
level of disorder that is “stable” for the local-energy criterion.
Additionally, as 8 was increased beyond 60.0 eV, proposed
moves were always rejected, further suggesting a minimum
convergence energy using this framework.

Fig. 3d shows the results from three different runs with
heuristically tuned @ values for local-, NN-, and total-energy
criteria, respectively, converging towards a mutual distribu-
tion (within statistical fluctuations). This result allows the direct
comparison of structures generated by the different frameworks
side-by-side, as the effect of ¢ has been removed. Such
a comparison is particularly instructive for lower-energy

View Article Online
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structures, as we will show below: they show a richer configu-
rational space, including medium-range order (as compared to
the highly disordered high-energy structures), and this space
may be traversed differently by different MC runs.

The configurational space of amorphous graphene

Having explored different protocols for generating aG structural
models, we next created larger-scale structures: the system size
was increased to 612 atoms and structures from local- and NN-
energy-based searches were studied. Additionally, the 610-atom
structural model published by Toh et al. (ref. 12) was included
for comparison. Fig. 4 shows these three configurations. As we
keep the cells fixed throughout the Monte-Carlo searches
(Methods), we computed the tensile stress for the final struc-
tures, using GAP-17, and found them to correlate with the
degree of disorder. The structure generated using local energies
had an in-plane tensile stress of 3.53 GPa; the NN structure had
2.85 GPa, and for the Toh et al. structure we obtained 0.87 GPa.

CRN-like Paracrystalline Paracrystalline
(MLE, . B=50eV™) (ML &, f=2.0eV™" (Toh et al.)
a [
=0.75
L(B:
3
4
0.00
d
g —&— §,=033eVat™" h £y =028¢eVat™ i ) §y=022eVat™
€ 100 ow=012eVat[ ow=012evVat™| Gy =0.18 eV at.™
>
o}
O
0.0 0.5 10 00 0.5 10 00 0.5 1.0
NN AE (eV at.”™")
Higher disorder ‘ Lower disorder

Fig. 4 Structural models of amorphous graphene. Structures in panels (a—c) are color-coded according to the average atomic energy over
a chosen atom and the corresponding NNss. (a) Structure after the final MC step for the local-energy criterion and 8 = 50 eV 2. (b) As for (a), but
with NN energies used in the Metropolis criterion. (c) Structure taken from Toh et al.**> and optimized with GAP-17. (d—f) Structures as in (a-c),
now color-coded by ring size (pink, =4; light blue, 5; dark blue, 6; yellow, 7; orange, =8). (g—i) Distributions of NN energies in the respective
structures, with mean values and standard deviations given. Curves were obtained as kernel density estimates.

© 2022 The Author(s). Published by the Royal Society of Chemistry
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For the local-energy framework, the absence of crystal-like
pockets is clear as seen in panels (a) and (d). The structure
resembles a CRN, with chains of 5- and 7-membered rings
running across the cell, and there are more large rings
compared with the other structures. The pronounced disorder
is likely a result of the low ML energy for the SW defect itself
(Fig. 2a), and thus of the low energy cost for these transpositions
(given that medium-range order is not captured in the local
energies alone).

With NN energies used in the Metropolis criterion, panels (b)
and (e) suggest that using an NN criterion encourages small
pockets of crystal-like regions forming, indicating that direct
contributions from NNs maintain medium-range order, whilst
retaining an amorphous structure at § = 2.0 eV~ . Visually, the
locally averaged energies (up to NNs) in panels (a-c) suggest that
using just the local defect-pair energy gives more regions of
higher energy (shown in yellow in Fig. 4a) compared with the NN
framework (Fig. 4b). This appears consistent with the nature of
CRN s versus paracrystalline structures, and color-coding by NN
energies shows a clear difference between the two structures.

In the NN-energy-based structure (Fig. 4b), there are pockets
of crystallinity, indicated by regions of ordered 6-membered
rings. Interestingly, there is an aggregation of more disordered
regions, with 5-membered rings surrounding larger 7- and 8-
membered rings. For the structure shown in Fig. 4c, the authors
started from a randomized, hard-sphere constrained structure
and worked towards a paracrystalline sample using the AIREBO
potential. In the resulting structure, we note the presence of
coordination defects, since the randomized initial structure was
not topologically constrained. There is also a 4-membered ring
(pink in Fig. 4f). It is evident that this sample is paracrystalline
with regions of locally crystal-like order separated by 5|7 grain
boundaries, and that it is more ordered than the NN-based
structure (Fig. 4e). Larger defects appear to congregate as
seen, for example, in the top of the figure. These defective
environments are high in energy, as shown by the color-coding.

Fig. 4g-i shows the distribution of NN energies for the
respective structures. The average energy for the atoms in the
local-energy-based structure is 0.33 eV at.”" with a standard
deviation of ¢ = 0.12 eV at.”", and the energy of the NN-based
structure is 0.28 + 0.12 eV at.” " above pristine graphene. Both
values are close to the mean energy resulting from the inde-
pendent runs for the 200-atom system (Fig. 3b and d): hence, an
individual 200-atom run will not likely be sufficient to describe
aG, but an ensemble of multiple independent runs will be—just
like many small-scale structural models of 3D amorphous
carbon have been used in the fitting of GAP-17.*” The distribu-
tion in the locally averaged energies is similar overall between
Fig. 4g and h.

For Fig. 4i, we find a bimodal distribution in the energy,
indicating that this structure shows higher paracrystalline order
compared to that generated by the NN framework. There exist
pockets of more ordered, more energetically favorable regions
in between more disordered ones, as seen in the structural
model shown in panels (c) and (f). Very recently, a paracrystal-
line sample of diamond has been synthesized.** This discovery,
along with the synthesis and characterization of paracrystalline
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graphene'>® suggests that the landscape of disorder in carbon
may have a link between “fully” amorphous and crystalline.
This is further reflected in the NN energy distributions in Fig. 4,
where panel (g) clearly shows a single distribution, panel (i)
a bimodal distribution, and panel (h) a small hint of one. These
ML energy distributions may provide a quantitative distinction
between CRN and paracrystalline graphene, where a prominent
bimodal distribution indicates the latter and the lack thereof
indicates the former.

Quantifying disorder

We show further, quantitative structural indicators in Fig. 5.
The bond-angle distribution (panel a) characterizes medium-
range order. The local-energy-based structures (gray) display
a wide range of bond angles, reflecting the relatively high level
of disorder. The absence of a clear peak at 120° also emphasizes
the reduction of medium-range order as is characteristic of
CRNs. The NN curves (green) are narrower and centered around
120°, consistent with locally crystal-like environments. A
shoulder peak at =109° shows the strong presence of 5-
membered rings. The Toh et al. structure has a pronounced
peak at 120° with a smaller shoulder at =109°, indicative of the
larger degree of locally crystal-like order. The bond angles in the
200-atom models (solid lines) agree well with those in the 612-
atom ones (dashed).

The count of shortest-path rings is another metric for
medium-range order. Ring counts for the local-energy MC runs
reflect the large disorder, showing more 5- and 7-membered
rings than in the other structures. The structures from the NN
runs have ring counts centered around 6, as for the Toh et al.
structure, with a larger count suggesting increased crystallinity
in the latter case. As with the bond-angle distributions (Fig. 5a),
the ring statistics for the 200-atom versus 612-atom structures
are in close agreement within each other, within the standard
deviation of the values for the former (Fig. 5a).

SOAP is a structural similarity metric for atomic environ-
ments.”* 2D plots can reveal correlations between SOAP simi-
larity on the one hand, and locally averaged energies on the
other hand.*” Fig. 5d shows the distribution of locally averaged
energies (up to NN) and SOAP similarity to c¢G. The wider the
spread in both axes, the greater the structural disorder.
Comparing local-energy- with NN-energy-based data, both KDE
curves are in close agreement, being skewed slightly toward the
left (SOAP) and to higher energies for the runs using local
energies only. This is expected, since the ML model predicts
relatively low energies for the SW pair (Fig. 2), allowing struc-
tures to become more disordered. When averaging over NN
environments, the distribution shifts and narrows as we
observe fewer highly disordered environments. Data for the
structure from Toh et al.** are provided to show how ordered
this structure is. Defective environments are clearly identified
with a series of data points at higher energies. As with Fig. 4,
there is a clear bimodal distribution in the KDE curve. As seen
for the structural indicators characterized in Fig. 5a and b, the
dashed lines representing the 612-atom structures agree well
with the set of separate 200-atom structures.

© 2022 The Author(s). Published by the Royal Society of Chemistry
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Fig. 5 Local structure and stability in models of amorphous graphene.

Results for 25 local-energy-based (8 = 50.0 V2, grey) and NN-energy-

based (8 = 2.0 eV, green) runs, i.e., for 25 x 200 atoms each, and for the 612-atom structures based on local (8 = 50.0 eV~?, gray dashed) and
NN (8 = 2.0 eV, green dashed) energies are given. The structural model from Toh et al. is also analyzed (orange, 610 atoms). Data from the 612-
atom and Toh et al. structures are scaled arbitrarily to fit. (a) Bond-angle distributions for the different structures. (b) Ring statistics for the different
structures. (d) An NN energy vs. SOAP plot, following ref. 42. Kernel density estimates (KDEs) are used to show distributions of properties. The
bandwidth is determined following Scott's rule, 5! with a grid size of 200. Additionally, panels (c) and (e) show plots of network-topology metrics,

namely, Lemaitre's law and assortativity, respectively.

In addition to the well-established ring statistics and the
SOAP similarity, we analyzed the structural models with two
topological metrics typically used in network theory, viz.
Lemaitre's law”* and the assortativity metric.” Lemaitre's law
connects the second moment of the ring distribution (u, = <k*>
— <k>?, where k is the ring size) with the fraction of six-
membered rings, ps. Since we impose the constraint that all
atoms must be 3-fold connected, it follows that the distribution
can be explained well by a single maximum-entropy distribution
leading to a characteristic curve.” As lim,, .o from pg = 1, u,
increases linearly as 1 — pg in the region of pg < 0.6. This line
is extended (red line) to show that most of the points from both
local (8 = 50.0 eV ') and NN frameworks are located on this
curve. This curve corresponds to the maximum-entropy solu-
tion if only 5-, 6-, and 7-membered rings are present, which is
the case in both these frameworks. u, then increases expo-
nentially beyond this where structures from the local framework
at 8 = 2.0 eV ' are located. These structures show greater
disorder and a wider spread of u, values, as expected due to the

© 2022 The Author(s). Published by the Royal Society of Chemistry

presence of 3- and 4-membered rings, where the maximum-
entropy solution follows an exponential profile. For the 612-
atom structures, the local framework (8 = 50.0 eV~ ') based
structure is more disordered than the NN-based one and the
Toh et al. structure (orange). The latter does not yield a data-
point on the curve as it has a (small) number of 2-coordinate
sites and hence would be located on a different Lemaitre
curve.*®

The assortativity, r, measures how likely a large ring is to be
next to a smaller ring (disassortative, r < 0) or to other large rings
(assortative, r > 0). In many physical systems, one finds a pref-
erence for disassortative configurations. This is, here, reflected
in the range of r values (Fig. 5e). For the 200-atom systems, we
find no discernible correlation between r and pe. For the 612-
atom ones, both the local and NN frameworks yield structures
with similar r values. The Toh et al. structure has a slightly less
negative r, implying a slight preference for a more random
arrangement. This may be due to coordination defects in the
structure skewing r toward zero.

Chem. Sci., 2022, 13,13720-13731 | 13727


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d2sc04326b

Open Access Article. Published on 17 October 2022. Downloaded on 3/14/2026 6:51:08 PM.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

Chemical Science

a —— Local Toh et al.
—— NN —— Pristine
El
S
%)
o
)
>
T T T T
0 500 1000 1500 2000
Wavenumber (cm™)
b 20
15
60 =
10 M
s{f '\,
< 40 . / L Y o, SRR
1 1
2 3 4 5
20 —
|
VA YN
04— T L R ey | Sum—
T T T T
1 2 3 4 5 6

o

C-C distance (A)

Fig. 6 Signatures of structural disorder. (a) Vibrational density of states
(VDOS) for the different structures and pristine graphene (black line).
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We finally considered properties that can be compared to
previous or future experiments. Vibrational properties of gra-
phene are readily characterized by Raman spectroscopy®*** and
computations,”**® and we show predicted VDOS in Fig. 6a. For
pristine graphene (as reference), we obtain a characteristic peak
at 1510 cm™ ' and a smaller one at 1410 cm ™, in close agree-
ment with previous computations***® and experimental
spectra.®**5 As disorder increases, the 1510 cm ™" peak shifts to
higher frequencies, as shown in Fig. 6a: to about 1520, 1570,
and finally 1610 cm ™.

The peaks at 1510-1610 cm™ " seen in Fig. 6a for the disor-
dered structures are close to Raman data by Toh et al., with the
corresponding peak at 1558 cm '.*> The blue shift of the
1510 cm™ ' peak with increasing disorder is a well-known effect
and has been observed in VDOS and Raman spectra.”®*®
Furthermore, we observe an “amorphous” peak in the acoustic
(low-frequency) region, at 814-836 cm ', red-shifting with
increasing disorder.

Another way of validating against experiment is to evaluate
the radial distribution function (RDF) and X-ray diffraction
(XRD) patterns: in disordered structures, characteristic peaks
will become wider and less intense.'*®” However, when
comparing amorphous structures, differences in RDF and XRD
are subtle:'* in Fig. 6b, the second RDF peak at 2.41 A
broadens with increasing disorder, but this effect is subdued for
the remaining peaks at 2.82 and 3.62 A for the local and NN
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structures. The Toh et al. structure has longer-range order, re-
flected in more prominent RDF peaks at greater distances (4.23
and 4.93 A). The local and NN structures have peak locations
comparable to that of the pair correlation function recreated
from TEM in ref. 12.

Conclusions

Atomic energies predicted by the GAP ML framework can be
used to drive Monte-Carlo structural exploration in principle.
We have shown this by creating structural models of amor-
phous graphene, one of the prototypical disordered systems in
physics and chemistry. We found that using (only) ML atomic
energies leads to structures resembling continuous random
networks, whereas including nearest-neighbor energies tends to
drive the simulations toward some degree of paracrystalline
order. We suggest that histograms of local energies, as shown in
Fig. 4, can give insight into the degree of “randomness” in
different amorphous networks: deviations from random order
are visible as peaks at either low (paracrystalline) or high
(coordination defects) energy.

The demonstrated ability to use ML local energies in MC
annealing indicates potential for future research on amorphous
materials. Describing local environments using ML methods
can provide insight into the relation between atomic structure
and energetics, and therefore structural stability, in amorphous
materials—including amorphous carbon, which has emerging
applications in biosensing®® or batteries.** The fact that NN-
averaged energies yield reasonable, partly paracrystalline
structural models may be attributed to the fact that they provide
“smoothing” over the variance in local atomic energies. This
finding is consistent with earlier findings for the electronic
DOS*** and might have wider consequences for ML predictions
of local properties, which are yet to be fully explored.
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