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spectators during photocatalytic
solar water splitting with SrTaOxNy oxynitride†

Craig Lawley, ab Zahra Pourmand Tehrani,ab Adam H. Clark, a

Olga V. Safonova, a Max Döbeli,c Vladimir N. Strocov,a Thomas J. Schmidt, ad

Thomas Lippert,abe Maarten Nachtegaal*a and Daniele Pergolesi *a

Oxynitrides have been shown to be promising visible light water splitting photocatalysts, but rapidly degrade

under operating conditions. With a custom designed photoelectrochemical cell, we perform operando

grazing incidence X-ray absorption spectroscopy measurements on the oxynitride semiconductor

SrTaOxNy during photocatalytic solar water splitting. We show that the nature of the A-site (Sr) and its

evolution during operation have large impacts on the overall stability and catalytic activity of the material,

leading to an enriched BO2 (Ta(OH)/TaO(OH)) like surface. However, this usually beneficial effect with

respect to increased surface hydrophilicity has complications for the efficiency of the photocatalytic

process, as the OH and O(OH) intermediates formed are in competition between O2 generation and

NOx species formation in the initial stages of operation. Operando characterisation of the evolution of

the electronic structure of the photocatalyst proves to be an invaluable tool for the rational design and

discovery of new and better performing materials.
Introduction

Independence from the reliance on fossil and nuclear fuels
requires the sustainable production of green energy and
chemicals. As an alternative, utilisation of solar energy is
possible by several means: solar thermal applications,1 the
direct conversion to electricity (photovoltaic),2 or storage in the
form of chemical energy as solar fuels.3 One promising clean
energy carrier and renewable fuel source is hydrogen harvested
from photoelectrochemical (PEC) water splitting.4–6

PEC water splitting requires the use of semiconductor (SC)
photocatalysts that utilise solar light energy to generate
electron/hole pairs. Aer reaching the surface, in contact with
water, these charge carriers can be used to dissociate water
molecules directly into molecular hydrogen and oxygen.7

Perovskite oxynitrides are a promising class of SC materials for
solar light driven water splitting. These materials have the
general formula ABO3�xNx (where A can be La, Sr, Ba, Ca, etc.,
and the B site: Ti, Ta, or Nb for example). The substitution of N
into the O site of the precursor oxides affect the energy position
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of the band edges, reducing the band gap down to the visible
light energy range.8 Moreover, in this class of compounds, the
photogenerated electrons and holes, both possess enough
energy to promote the hydrogen and oxygen evolution reaction,
respectively.

The majority of studies to date focus on the characterisation
of the photocatalytic properties of these materials in the form of
powders,9–11 since powder development and optimisation is the
primary way to device design and engineering. However, with
powder samples, probing specic material properties is chal-
lenging. For example, the polycrystalline oxynitride powders do
not provide well-dened surfaces to allow detailed studies of the
solid–liquid interface, where the electrochemical reactions take
place. The understanding of the catalytic process at the solid–
liquid interface of oxynitride materials is therefore limited, as
a result. A way to circumvent this limitation is the growth of thin
lms. By physical or chemical vapour deposition methods, it is
possible to fabricate thin lms with well-dened and atomically
at surfaces, therefore representing ideal model systems that
allow the investigation of the surface and interface properties.

In this work, we present an operando study of the evolution of
the photocatalyst semiconductor/water interface during photo-
electrochemical solar water splitting using SrTaOxNy (STON)
thin lms. Grazing incidence X-ray absorption spectroscopy
(GIXAS) coupled with modulation excitation (ME)-XAS were
used to increase the surface sensitivity, whilst probing epitaxi-
ally grown STON thin lms with a custom designed operando
reactor cell. This technique and experimental setup allow us to
probe, during operation conditions, the changes of the local
This journal is © The Royal Society of Chemistry 2022
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Fig. 1 Photoelectrochemical characterisation (a) experimental sche-
matic of the photoelectrochemical three electrode cell. The working,
counter and reference electrodes are the oxynitride thin film, platinum
wire and Ag/AgCl respectively, (b) energy diagram for photocatalytic
water splitting, (c) photocurrent densities for STON for the first three
potentiodynamic measurements, showing initial degradation.
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chemical and geometric environment surrounding the A- and B-
cations of perovskite oxynitrides near and at the solid–liquid
interface. Due to the attenuation of X-rays by the aqueous
electrolyte, it is not feasible to extend this study to the O and N
anions, since the O 1s and N 1s edges are too low in energy
(543.1 eV and 409.9 eV, respectively). Therefore, complimentary
ex situ X-ray photoelectron spectroscopy (XPS) has been
included to observe all four elements (Sr, Ta, O, and N) in their
initial and nal states. STON was chosen as it has been reported
to be a promising visible light responsive photocatalyst mate-
rial.12 There are also reports that STON is a possible ferroelec-
tric.13 Various studies have also shown that ferroelectric polling
can increase the photocatalytic activity.14–16 Therefore, STON is
a representative material to study several enhancement tech-
niques with the aim to improve and design better performing
materials. With this experimental strategy, we are able to show
that it is possible to achieve a better understanding of the
physicochemical processes occurring at the oxynitride–liquid
interface, leading to a degradation of the photocatalytic activity.
Our ndings can be of great importance for the rational design
of stable oxynitride SC's for solar water splitting.

Results and discussion
Photoelectrochemical water splitting

The splitting of water into molecular H2 and O2 is an energeti-
cally unfavourable reaction. It requires a standard Gibbs free
energy change of +237.2 kJ mol�1, which also corresponds to
a potential of 1.23 eV per electron. Moreover, for both half
reactions of the solar water splitting process to proceed, that is
the hydrogen evolution reaction (HER) and oxygen evolution
reaction (OER), rst the kinetic overpotentials must be over-
come. Therefore, a suitable SC material for visible light PEC
water splitting should have (a) a band gap in the range of 1.6–
2.4 eV to sufficiently utilise the solar spectrum and drive the
reactions, and (b) energy position of the band edges appropri-
ately aligned with respect to the HER and OER redox potentials.

As mentioned above, a number of oxynitride perovskite
materials possess these characteristics, making them ideal
candidates for PEC solar water splitting.8,9,11,17,18 Thin lms of
these materials provide excellent model systems to probe the
physical and chemical evolution of the surface of the SC, in
contact with water. Fig. 1 shows the energy diagram schematic
for PEC water splitting using a STON thin lm as a light har-
vesting SC photocatalyst and TiN as the current collector. In
Fig. 1a, we see that upon light irradiation with photons with an
energy (hv) > 1.23 eV, the photon is absorbed promoting
a photoexcited electron (e�) from the valence band (VB) to the
conduction band (CB). The photoelectrons travel via a TiN
current collector layer and external circuit where they are
involved in the HER using a platinum counter electrode
(cathode). The generation of a photoelectron leaves behind
a photogenerated electron–hole (h+) which migrates towards
the surface of the SC oxynitride where it is then involved in the
OER.

Fig. 1b shows the three-electrode conguration used in this
work, where the STON SC photocatalyst is used as a photoanode
This journal is © The Royal Society of Chemistry 2022
to study the OER, a platinum counter electrode used for the
HER half reaction, and a Ag/AgCl reference electrode is used to
control the applied potential on the working electrode. The
electronic current between the working and counter electrodes
is called the photocurrent and the photocurrent is proportional
to the amount of molecular H2 and O2 produced.

The photocurrent is dened as the current response under
light conditions minus the current response under dark
conditions. More in-depth experimental details are included in
the corresponding methods section. Fig. 1c shows the PEC
J. Mater. Chem. A, 2022, 10, 2374–2387 | 2375
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Fig. 2 XRD pattern of the epitaxially grown STON film. The q/2q scan is
shown in black, with the angular position of the (00l) reflexes of
SrTaO2N shown in blue for reference. The inset shows the crystal
structure of SrTaO2N.
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performance of the STON oxynitride thins. For sake of clarity,
the dark current has been subtracted (ESI Fig. 2†). The initial
photocurrent reaches a photocurrent density of ca. 12 mA cm�1

at 1.5 V vs. reversible hydrogen electrode (RHE). This value is in
line with previous reports on oxynitride thin lms using the
bare SC material without surface decoration with co-catalyst,
which dramatically facilitate hole extraction. On the one
hand, the N content of textured thin lms is typically lower than
the stoichiometric value that can be obtained with powder
samples.12 This reduces the thin lms photo-response to visible
light illumination. On the other, the thin lms possess atomi-
cally at surfaces compared to the corresponding oxynitride
powders. Therefore, the surface area is ca. 20 times smaller than
it would be in their powder forms. It has been noted that direct
comparison of the PEC performances favours the oxynitride
powders due to their increased surface area.19 However, due to
the better crystalline quality and the grain morphologies, the
oxynitride thin lms can show improved charge carrier sepa-
ration and the subsequent migration to the surface to be
consumed in the OER.

However, aer successive measurements (potentiodynamic
sweeps) the material shows signicant degradation in its initial
performance. The stabilised photocurrent density shows values
ca. 40% of its initial value. The sudden and large degradation in
performance is a huge hindrance for the application of a mate-
rial that initially seems quite promising. Some studies have
looked at ways of improving the performance and long-term
stability of STON10,20,21 by doping constituent elements and/or
decorating the surface with co-catalyst nanoparticles.
However, probing the physicochemical evolution of the surface
under operation conditions will provide insight into what
physical and chemical processes occur at the surface during the
OER and therefore, allow a rational design of stable STON.
Oxynitride thin lms

The STON thin lms were fabricated using a modied pulsed
laser deposition technique described in previous works,22 fol-
lowed by post annealing in NH3 for 1 hour. The epitaxial oxy-
nitride STON lms were deposited on titanium nitride (TiN)
coated magnesium oxide single crystal substrates (001)
oriented. Rutherford back scattering (RBS) and elastic recoil
detection analysis (ERDA) determined the chemical composi-
tions of the STON thin lms as Sr0.94Ta1.06O2.80N0.31. The
experimental uncertainties for Sr and Ta are �2% (RBS) and
�7% for O and N (ERDA). The full results have been included in
ESI Fig. 1 and ESI Table 1.† The O : N ratio of ca. 10 is in line
with previous examples of highly ordered oxynitride thin lms,
since there is a trade-off between overall nitrogen content and
crystalline quality,23 where lms with larger N contents tend to
be more disordered. Atomic force microscopy and X-ray reec-
tivity measurements have been included in ESI Fig. 3.†

From Fig. 2 it can be seen that the TiN buffer layer grows
(001) epitaxially oriented on the MgO substrate. The (002) reex
of TiN is visible as a shoulder on the le-hand side of the peak
of the substrate (see ESI Fig. 4†). Fig. 2 also shows that STON
grows epitaxially on the TiN buffer layer22 with the (hkl) reexes
2376 | J. Mater. Chem. A, 2022, 10, 2374–2387
(002) and (004) appearing at 2q values of ca. 21.8� and 44.2�,
respectively. The angular position of the (00l) reexes of the
perovskite SrTaO2N have been marked in blue as reference from
the Inorganic Crystal Structure Database (ICSD).

There is very good crystallographic matching between the
face centered cubic structure of MgO and TiN. The lattice
parameters are ca. 4.21 and 4.24 Angstrom, respectively. In the
pseudo-cubic approximation, the lattice parameter of SrTaO2N
is about 4.03 Angstrom. There is a relatively large lattice
mismatch of ca. 4.7%, however, the presence of interfacial
mist dislocations, the most common mechanism of stress
relaxation in thin lms, can easily account for the epitaxial
growth of STON on TiN, by releasing part of the strain.

Both the 002 and 004 reexes of the STON thin lm are
slightly shied to lower 2q values compared to the SrTaO2N
reexes. This is due to the combined effect of a difference in N
content to the stoichiometric reference and the crystalline
constrain (lattice mismatch between the substrate and lm)
induced by the TiN-coated MgO substrate. The perovskite
structure of STON remains stable, within a large range of N
content. However, the cell parameters can be signicantly
affected since the N content affects the Ta–O–Ta dihedral bond
angle and ultimately, the overall distortion of the cell. To
characterise how the OER modies the physicochemical prop-
erties of the surface of our STON lms, we rst used XPS to
compare changes of the oxidation state of all four elements
before and aer the photoelectrochemical reaction (PECR).

X-ray photoelectron spectroscopy

The XPS spectra for all four elements are shown in Fig. 3, for
peak tting analysis the reader can refer to ESI Fig. 5 and the ESI
tables.† Fig. 3a shows the carbon signals that arise due to
adventitious carbon, present during the ex situ transfer of the
samples. Aer PEC, the intensity of the main peak reduces
This journal is © The Royal Society of Chemistry 2022
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Fig. 3 STON thin film XPS spectra before and after PEC. (a) C 1s, (b) O 1s, (c) Sr 3d, (d) Sr 4s, (e) Sr 4p, (f) Sr 3p, (g) Ta 4d, (h) Ta 4f, (i) N 1s and Ta 4p
edges.
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suggesting the oxidation/loss of the carbon-based surface
contaminates aer exposure to the electrolyte and/or X-ray
beam. The shoulder features result from C–O and O–C]O
like environments. Although, the intensities of the main peak
reduce in intensity aer PEC, suggesting that the total number
of C based species are reduced aer PEC, the peak t suggest
that the shoulder C–O contribution increases aer PEC, likely
due to oxidation during the PEC reaction. With respect to
oxygen, aer PEC, the O 1s spectra (Fig. 3b) exhibits a large
increase in the intensity of the main peak and shoulder
feature(s). The shoulder feature is observable on the high-
energy side of the asymmetric O 1s lattice peak at ca. 531.5–
534 eV. It is likely in reality that there exists a number of O based
chemical environments (lattice O, SrO, C–O, OH and H2O).
Trying to estimate these environments would produce a high
degree of uncertainty in the peak t models. However, peak
tting suggests a minimum of two chemical environments
likely associated with chemisorbed OH and/or H2O species.

In addition, aer PEC the integrated area under of the
shoulder increases, suggesting an increase in hydrophilicity of
the surface. The increased O content suggests that any lattice
This journal is © The Royal Society of Chemistry 2022
vacancies generated at the surface/surface layers are self-healed
under OER conditions by oxygen based species.24

For the Sr 3d spectra (Fig. 3c), peak tting suggests that the
epitaxial STON thin lms as grown exhibit a preferential AO
(SrO) termination, also noted for various perovskites using low
energy ion scattering (LEIS)25–29 and XPS.29–31 Under ambient
conditions/aqueous environment, Sr should be covered in OH
adsorbates. Aer deprotonation (slow step) the OER would
proceed, leaving vacant oxygen cavity on Sr, assuming the
traditional 4-step mechanism for the OER.32 However, SrO is
partially soluble in water to form ionic Sr2+ and 2OH�. There-
fore, dissolution and leaching of Sr2+ into the electrolyte would
be expected.33 Especially, in an alkaline medium such as NaOH/
H2O with a pH of 13.

Aer PEC, the peak tting suggests a large decrease in the
SrO content at the surface and an overall increase in peak area
and intensity for the remaining Sr XPS spectra (Fig. 3c–f). It has
previously been shown, that an increase in XPS peak intensity
can result from Sr segregation/accumulation34,35 as well as, with
increased doping concentrations.36 Peak intensity/area
increases are also observed due to Sr particle/Sr surface
J. Mater. Chem. A, 2022, 10, 2374–2387 | 2377
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species formation.34,35 Therefore, the increase in Sr signal in this
work is likely due to the loss of SrO and the apparent enrich-
ment of the Sr lattice contribution.

Fig. 3g–i, include the Ta 4d, Ta 4f, and Ta 4p edges respec-
tively. From peak tting the Ta 4d spectra suggests one binding
environment, which is the lattice Ta contribution. Aer the
PECR, this intensity and area of the Ta 4d peak increases as seen
for the lattice Sr contributions. This suggests that aer the loss
of SrO the underlying lattice Ta appears enriched by XPS. The Ta
4f spectra (Fig. 3h) exhibits two peaks due to the Ta 4f5/2 and 4f7/
2 contributions. The peak tting analysis suggests that there are
two Ta binding environments for both the 5/2 and 7/2 peaks
corresponding to TaOx and TaOxNy like environments (ESI
Fig. 5†) which, aer the PECR, the peak contributions of TaOxNy

decrease and those of TaOx increase. Again, like the O 1s
spectra, suggesting a slight loss of nitrogen and an increase in
the overall oxygen content at the surface/surface layers of the
thin lm. The energy positions of the peaks suggest a slight
reductive shi by ca. +0.15 eV. However, the Ta 4d spectra in
Fig. 3d show an increase in the FWHM and peak intensities, but
no shi in energy position or peak separation. The shi in the
Ta 4f spectra may then also be related to the changing O/N,
resulting in disorder and differences in the charge transfer
between the Ta 4f nal states and the O 2p/N 2p orbitals. This
then shis the mid gap f band higher towards the CB or above,37

leaving the 4d core states unchanged. The increase in intensity
observed could be a result of apparent lattice Ta enrichment
due to the O/N vacancy generation exposing the subsurface B
sites.27 It could also be a result of SrO leaching, also exposing
the subsurface Ta on average. Since Sr is more soluble than Ta
and, it has been shown that Ta is passive in alkaline electrolytes
with concentrations 2.5� stronger than used in this work.38

The electronic conguration of Ta0 is [Xe] 4f145d36s2 and
that for Ta5+ should then consist of [Xe] 4f14+. This may then
explain, the changes in charge transfer and hybridisation
between the Ta 4f and O/N 2p atomic orbitals as observed in this
work and suggested by the peak tting analysis. This is also
interesting as the f orbitals are typically ignored when consid-
ering the density of states (DOS) using density functional theory
(DFT) calculations for materials due to the complexity, time and
cost involved in the computation of the f states.

The Ta 4p3/2 is observed as a broad peak at ca. 404–405 eV
(Fig. 3e). However, the Ta 4p3/2 spectrum overlaps with the N 1s
signal in the energy region at ca. 402–408 eV which contains
the N 1s information regarding interstitial and/or chemisorbed
NO, NO2, NO3 and N2, making the peak analysis difficult. The N
1s Ta–N lattice signal can be seen as a sharp peak at ca. 396.1 eV.
Aer the PECR, the broad peak in the region, which contains
the convoluted N 1s and Ta 4p3/2 signals increases signicantly
suggesting an increase in the number of electronically
decoupled N states. As well as, the apparent lattice Ta enrich-
ment as seen previously.

At ca. 407.5 eV there is a small but obvious increase in
intensity belonging to a different Ta/N binding state, which is
likely a contribution due to chemisorbed NO3 according to
literature reports (ESI Table 5†). It is therefore assumed that NO
and NO2 would contribute to the overall increased intensity/
2378 | J. Mater. Chem. A, 2022, 10, 2374–2387
peak area observed, where the O(OH) OER intermediate
formed during the reaction likely oxidise the NOx species in
competition with O2 evolution. This would reduce the overall
efficiency of the material, and chemisorbed NOx species would
occupy possible active sites. This, in conjunction with the
surface reconstruction aer the loss of SrO and the changing N/
O content, could explain the large degradation in initial
photocurrent observed. Likely hampered by side reactions and
charge recombination.

Clearer evidence of NOx formation for the oxynitride
LaTiOxNy where Ta does not convolute the N 1s signal can be
seen by XPS (ESI Fig. 5†). We would like to focus our discussion
on the PEC nitrogen evolution reactions at the surface of the
oxynitride SC, since the literature on this topic is scarce.
Although, this process seems to have important consequences
on the oxygen and hydrogen evolution half reactions.

Photocatalytic nitrate formation on Ti dioxide surfaces irra-
diated by UV or sunlight irradiation under atmospheric N2 and
O2 has been discussed by Yuan et al.39 Where the photo-
generated holes on the Ti SC surface catalyse the intermediary
NOx species according to the following reactions given by eqn
(1) and (2):

N2 + O2 / 2NO (1)

N2 + 2H2O + 4h+ / 4H+ + 2NO (2)

Dai et al.40 recently looked at the nitrogen oxidation reaction
(NOR) catalysed by Fe/Co spinel oxides in alkaline electrolyte.
Where they show that adsorbed N2 is oxidised to intermediate
NOx species by the adsorbed OH and the OER intermediate
O(OOH) according to eqn (3) and (4):

N2 + 2OH� / N* + NO + H2O + 2e� (3)

N* + 2OH� / NO + H2O + 2e� (4)

where the intermediate NOx species are oxidised given by eqn
(5) and (6):

NO + 2OH� / NO2 + H2O + 2e� (5)

NO2 + 2OH� / NO3
� + H2O + e� (6)

With the aid of theoretical calculations, the authors note that
Co shows increased hybridisation with the O 2p states, which
aids in the stabilisation of OH� adsorption. This supercial
CoO(OH) enriched surface layer has a benecial effect on the
OER for the oxides.40,41 However, in the presence of surface
nitrogen based species, the stabilised CoO(OH) contribute to
both the NOR and OER.40

Kato and Kudo42 looked at numerous tantalate oxide pho-
tocatalysts, and the authors observed nitrate reduction under
UV irradiation in an aqueous environment. Where nitrate forms
intermediate nitrite, dinitrogen and ammonia, even in the
absence of a co-catalyst or reducing agents. The authors
proposed the following mechanisms shown in eqn (7)–(10):
This journal is © The Royal Society of Chemistry 2022
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NO3
� + 2H+ + 2eCB

� / NO2
� + H2O (7)

NO2
� + 7H+ + 6eCB

� / NH3 + 2H2O (8)

2NO3
� / 2NO2

� + O2 (9)

2NH3 + 6hVB
+ / N2 + 6H+ (10)

where the photogenerated electrons in the CB reduce the nitrate
and nitride species (eqn (7) and (8)). Alternatively, the nitrate
species can undergo photochemical decomposition (eqn (9)).
The photogenerated holes in the VB can then oxidise ammonia
to form dinitrogen (eqn (10)), which can form NOx species
according to eqn (1)–(4).

Wei et al.43 recently reported increased photocatalytic activity
for nitride reduction on Ni2P modied tantalum nitride and
tantalum oxynitride (Ta3N5 and TaON, respectively). Where the
photogenerated holes in the VB of the two materials are
involved in the water oxidation reaction (eqn (12)) and, the
photogenerated electrons in the CB transfer to the Ni2P states
where they are involved in the photocatalytic reduction of NO3

�.
For a detailed overview on the role of N in electrocatalysis, the
readers are directed to the work by Rosca et al.44

The photocurrent is proportional to stoichiometric 2 : 1 H2/
O2 generation, according to the two half reactions of the water
splitting process on a SC photocatalyst (eqn (11) and (12)).

4H+ + 4eCB
� / 2H2 (11)

2H2O / 4hVB
+ + O2 + 4H+ (12)

As the potential increases, the forward reactions for O2

generation dominate since the nitrogen content at the surface is
limited, compared to the high OH� content in the alkaline
electrolyte. Once the nitrogen species desorbs from the surface,
the OER could proceed on the now vacant active site and/or the
adsorbed intermediates would no longer contribute to N2/NOx

formation in competition. As shown by the increase in photo-
current density as seen in Fig. 1c and 6b. However, the above-
mentioned changes for STON result in a surface reconstruc-
tion during the initial stages of operation, reducing its long-
term performance.

As previously discussed, the CB of STON is primarily
comprised of Ta 5d states (no f state information). Considering
the changes in the disorder, especially the local disorder
surrounding the Ta cations, this would result in generation of
defect Ta states at/near to the CB minimum or, even mid
bandgap defect states. These defect states would trap the pho-
togenerated electrons, leading not only to charge recombina-
tion, as previously discussed but also, contribute to the
reduction of the generated nitrate species (eqn (7) and (8)) as
suggested by the works by Kato and Kudo (2002),42 Wei et al.
(2020)43 and the XPS analysis in this work.

The CB minimum and VB maximum of STON incorporate
not only the redox potentials of the OER and HER, but also
those for NO3

�/NH4
+ (0.88 V), NO3

�/HNO2 (0.94 V) and NO3
�/N2

(1.24 V) at pH ¼ 0, vs. NHE.43 This implies that all photo-
generated electrons consumed in these competing reactions
This journal is © The Royal Society of Chemistry 2022
would no longer contribute to the HER at the Pt counter elec-
trode (Fig. 1a), reducing the potential magnitude of the photo-
current density. The photogenerated holes that do not
recombine would then primarily contribute to water oxidation
(eqn (12)).

The surface nitrogen that remains chemisorbed in the form
of molecular N2/NOx would likely, (a) occupy possible O2

generation sites, effectively blocking the site until it desorbs or,
(b) reduce or oxidise to form additional chemisorbed N2/NOx

species as suggested by XPS. The apparent mechanism is likely
then associated with one or more of the previously discussed
eqn (1)–(10). Since the electron density surrounding Ta is
conserved, the nitrogen vacancies generated are then likely
healed by the OER intermediate adsorbates.24 The changing
stoichiometry, tensile strain and changes in the charges of the
surface layer result in a surface reconstruction that would affect
the surface binding energies of the intermediate products
produced during OER conditions (*OH, *O, *OOH). The inter-
mediates that adsorb too weakly or too strongly will reduce the
overall kinetics and, increase the overpotential of the OER.24,45

To conclude, OER and HER remain the dominant reactions,
however the initial reconstruction and the following competi-
tive reactions, limit the overall efficiency of STON compared to
its initial performance. The XPS analysis of the initial and nal
state of the STON photocatalyst suggest that STON suffers from
a surface degradation and reconstruction, which lead to
a dramatic decrease in photocurrent (Fig. 1c). This process
involves (a) loss of surface terminated SrO, (b) enrichment of
lattice Sr and Ta, (c) change in hybridisation/charge transfer
between the N and O 2p, (d) oxidation of NOx species in
competition with O2 generation, and (e) increase in hydrophi-
licity (oxygen content at surface).

Next, we explore the effect of several external stimuli (applied
potential and light) on the surface of the oxynitride SC under
oxygen evolution reaction conditions by operando XAS in liquid
phase.
Operando reactor cell

The operando XAS measurements were performed in a custom-
built reactor cell designed and fabricated at the Paul Scherrer
Institute for the specic purpose of operando GIXAS in aqueous
electrolytes for thin lms. The cell design is schematically
depicted in Fig. 4.

The cell is made of polyether ether ketone (PEEK), a ther-
moplastic with high mechanical and chemical stability, allow-
ing the use of most common acidic/alkali based aqueous
electrolytes. The X-ray beam illuminates the surface of the
sample at grazing angle and the uorescent signal is detected as
a cone along the surface normal, as shown in Fig. 4a. The
surface sensitivity that can be achieved in grazing angle geom-
etries considering the incident energy of the X-rays is ca. 3 nm.46

The cell is designed to hold thin lms grown onto standard
substrate sizes. Typically, 10 � 5 mm or 10 � 10 mm with
a substrate thickness of 0.5–1.0 mm. The window material used
is an optically clear Mylar foil (t ¼ 0.19 mm), which allows the
transmission of visible light onto the sample whilst also
J. Mater. Chem. A, 2022, 10, 2374–2387 | 2379
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Fig. 4 Operando reactor cell for surface sensitive GIXAS measure-
ments. (a) Trimetric view of the cell and GIXAS geometry used during
measurements, where the grazing incident X-rays enter through
a Mylar foil covered side window (PIPS denotes a passivated implanted
planar silicon detector), (b) cross sectional internal view.
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allowing >90% X-ray transmission at the energy ranges used in
this work (ESI Fig. 6†). The use of Mylar foil as a window
provides exibility in enabling visible light to shine onto the
sample whilst detecting the uorescence signal, as well as
allowing grazing incidence angles of <1� onto the sample
surface in an aqueous environment. Synthetic rubber pieces
clamped into position seal the Mylar foil window to prevent
leaks (Fig. 4b). On the backside (ESI Fig. 7†) are two threaded
openings, allowing the use of an external electrolyte reservoir as
well as connecting a peristaltic pump or a syringe pump system
to circulate the electrolyte as required. Alternatively, the cell can
use an internal electrolyte reservoir situated behind the sample.
The cells' internal reservoir can house both the counter and
reference electrodes.

Tantalum L3 edge XANES

Fig. 5a shows the XANES spectra recorded ex situ at the Ta L3
edge (E0 ¼ 9881 eV) for BaTaO2N (BTON), STON, and KTaO3

powder samples. These measurements are used as reference to
understand the corresponding GIXAS measurements per-
formed during OER using the STON thin lms, as shown in
Fig. 5b. We use KTaO3 as a reference for this work since the
parent oxide of STON, which would be Sr2Ta2O7, possesses
a different crystal structure, therefore, the electronic structure
would differ signicantly. KTaO3 has a cubic crystal structure
like SrTaO2N and BaTaO2N. Moreover, in all three cases Ta
exists in the 5+ oxidation state, therefore allowing a sensible
comparison of their electronic structures (Fig. 5a). We can see
that, compared to KTaO3, for the oxynitride powders there is
a shi of the edge position (E0) to lower energies by ca. 0.5 eV �
0.1. This shi of the absorption edge is not due to the reduction
2380 | J. Mater. Chem. A, 2022, 10, 2374–2387
of Ta but rather due to the downward shiing of the CB
minimum of STON and BTON compared to KTaO3. Since, the
CB is comprised of Ta 5d orbitals for all three materials.47 The
substitution of nitrogen into the oxygen sites affects the Ta–O/
N–Ta dihedral bond angle and the overall electronegativity of
the anions. Both these effects can explain the downward shi in
energy of the CBM.48,49

The increase in intensities for the XANES spectra most likely
result from the nitrogen substitution. In the cubic perovskite
oxide KTaO3, the Ta–O–Ta angle is 180�. In the orthorhombic
oxynitride perovskites, the dihedral bond angle is distorted and
its value depends on the total N content and the size of the A
cation. Therefore, with the lowering of symmetry and increased
p–d orbital mixing, the 2p–5d transition will be more favourable
and reected in the relative intensities of the peaks.

Fig. 5b shows the operando XANESmeasurements performed
on STON thin lms during the chronoamperometry measure-
ments (measuring the photocurrent at a xed applied potential
over time). We can see that for all applied potentials, there is no
signicant change in the spectral shape or in the edge position,
indicating no change in formal oxidation state. When inspect-
ing the magnied inset, there are small shis in the edge
positions to higher energies when moving from 1.1 to 1.3 and
1.3 to 1.5 V vs. RHE, corresponding to ca. 0.05 and 0.1 eV
respectively.

Baring in mind the experimental uncertainties with respect
to the composition provided by RBS and ERDA (Sr0.94Ta1.06-
O2.80N0.31), Ta

4+ defect centers should exist which are oxidised
to Ta5+ during the OER. However, it has previously been shown
that for various compounds which all contain formally Ta5+

species, the edge position can vary by ca. 1.4 eV (ref. 50) due to
the variation of the electronic structure and the relative position
of the Ta 5d states. Therefore, the small shis seen in edge
position for Ta are unlikely to be oxidation of Ta at the surface.
Even though oxidation states are oen valid interpretations due
to the correlation between formal oxidation state and edge
position,51–53 the changes shown here are rst, within error and
second, any small change is likely due to the slight loss of lattice
nitrogen and/or the possible formation of NOx species at the
surface of the STON thin lm as suggested by the XPS analysis
in this work. As previously discussed, upon partial N loss in the
surface layer, it will also result in a local loss of hybridisation
between the Ta 5d and the N 2p states at the VB maximum
(Fig. 5c). As a result, a more ‘oxide-like’ electronic structure
forms at the surface as the potential is increased.

It is reasonable to assume that Ta will tend to full its full
coordination sphere upon loss of N by replacing with O under
OER conditions.24 This would also explain why there is no
signicant change in the spectral shape for Ta. There is instead,
a slight shi to higher energy of the absorption edge. However,
the replacement of N3� with O2� should see a reductive shi to
lower energy for Ta. This again suggests that the charge around
Ta is stabilised, like for Ti in LaTiOxNy,46 but due to slight
changing O/N concentrations at the surface, the Ta octahedra
undergo a slight disorder. Since the CBM is comprised of
delocalised Ta 5d states in STON,54 the resulting changes in the
This journal is © The Royal Society of Chemistry 2022
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Fig. 5 Operando GIXAS at the STON–liquid interface (a) reference spectra for Ta5+ oxide and oxynitride powders, (b) operando Ta measure-
ments for STON thin film, (c) reference spectra for Sr2+ containing powders, (d) operando Sr measurements. The operando characterisations
were performed during the chronoamperometry (1 hour) measurements, with stepped applied potential. The error bars included in themagnified
inset correspond to �0.1 eV.
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O/N–Ta–O/N dihedral bond angle and degree of hybridisation,
affect the conduction band minimum position.49

Strontium K edge XANES

Fig. 5c shows the XANES spectra measured at the Sr K edge (E0¼
16 105 eV) for Sr containing oxide (SrTiO3), carbonate (SrCO3)
and oxynitride (STON) powders. Small changes in the post edge
region and in the intensities of the main peak (16 120–16 140
eV) can be observed and are due to the differences in coordi-
nation environment surrounding the Sr cations.55 There are also
changes of intensity of a broad shoulder in the pre-edge region
at ca. 16 108–16 115 eV. Pre edge features relate to changes in
the local geometry and degree of disorder surrounding the
absorbing element of interest. Therefore, as one moves away
from a perfect octahedral environment the pre-edge intensities
increase56 and this is observed from the perfect octahedral
environment surrounding Sr in SrTiO3, to the increasingly
disordered octahedra in SrTaO2N and SrCO3, respectively.

Fig. 5d shows the operando XANESmeasurements performed
on the STON lms during the chronoamperometry measure-
ments as described previously. Unlike for the Ta B site, here we
observe a more signicant shi in the edge position due to an
increase of electron density on Sr2+, with increasing the applied
potential from 1.1 to 1.3 V vs. RHE. Increasing the potential
This journal is © The Royal Society of Chemistry 2022
further from 1.3 V to 1.5 V does not show any further signicant
modication of either the local coordination or electronic
structures around the Sr cations. The observed shi in edge
position with potential is not constant, unlike observed for Ta.

Many of these oxides and oxynitride perovskites tend to
typically exhibit AO (SrO) surface terminations25,27,57 rather than
BO2 (TaO2). As previously discussed, a Sr/SrOx surface initially
covered by oxygen adsorbates, would then initially contribute to
overall O2 generation.47 As the potential increases to 1.3 V, the Sr
starts to reduce (Fig. 5d) likely associated with the decoupling of
the OER intermediates leaving the adsorption site on Sr vacant47

before further adsorption.
However, the degradation in the initial performance of STON

and the XPS and XAS results, suggests these changes on Sr are
permanent and detrimental. When changing the applied
potential from 1.3 to 1.5 V, we see no signicant change, except
an overall further reductive shi albeit, at a reduced magnitude
(Fig. 5d inset) within error. This observation could be explained
by the earlier discussion regarding the deprotonation of Sr as
the overpotential determining step (ODS). As the potential
increases the majority of the Sr species reduce, followed by Sr/
SrO/SrOH leaching. This disorder would also lead to defect Ta
5d states near the CBM which will then trap electrons,58 leading
to charge-recombination.59 This, in conjunction with changes
J. Mater. Chem. A, 2022, 10, 2374–2387 | 2381
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seen for Sr and the generation of N species in competition with
O2 generation, can explain why there is unusually large degra-
dation in the initial photoelectrochemical performance of
STON before the material stabilises.
Modulation excitation X-ray absorption spectroscopy

In a different and complementary experimental strategy, we
performed modulation excitation XAS (ME-XAS) to monitor the
real time effects of the chemical modication of the surface
using light as the external stimulus. The description of the
experiment can be seen in Fig. 6a, where the thin lm sample is
stimulated by periodic modulation of light (chopped illumina-
tion) whilst time resolved XAS measurements are performed
Fig. 6 Operando ME-XAS at the STON–liquid interface. (a) Schematic of
1.1 V, 1.3 V and 1.5 V vs. RHE, (c) phase resolved spectra (4PSD ¼ 0–345�) o
edge, (d) phase resolved spectra for Sr K edge measured at 1.1 V, 1.3 V and
spectra recorded under illumination and under dark conditions, with the

2382 | J. Mater. Chem. A, 2022, 10, 2374–2387
and data collected simultaneously during operation conditions
at different, xed potentials. Spectral changes induced by
external stimuli (light in this case) are oen small and/or prone
to overshadowing by noise and background signals due to the
experimental set-up.60 One can improve the signal-to-noise ratio
by averaging data sets over several modulation periods.
Furthermore, improvements in signal-to-noise ratio can be
achieved through analysis of ME-XAS with phase sensitive
detection (PSD).61–64 PSD converts time-resolved XAS data into
a set of phase (4PSD) resolved data akin to a digital lock-in
amplier, enhancing the sensitivity of the ME-XAS experiment
to spectral responses that match the frequency of the chopped
the experiment, (b) chronoamperometry measurements performed at
btained from the modulation experiment measured at 1.1 V at the Sr K
1.5 V vs. RHE shown in red, black and blue, respectively, (e) average of
difference and PSD spectra at each potential.

This journal is © The Royal Society of Chemistry 2022
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light stimulus. More information on the PSD approach is
included in the ESI Discussion.†

Fig. 6b shows the chronoamperometry measurements at 1.1,
1.3, and 1.5 V vs. RHE where the incident light was modulated
with 120 second periods (60 seconds on, 60 seconds off). Fig. 6b
has been adapted for sake of clarity, where the photocurrent
spikes (labelled light ON/OFF), are minimised. At 1.1 V, the
photocurrent response is limited, but as the potential is
increased further the photocurrent response also increases, as
expected. However, at 1.3 V there is a large increase in the dark
current response compared to 1.1 V. This increase degrades
over time, before minimising aer ca. 3000 s. When the
potential is stepped to 1.5 V, there is an initial increase in the
dark current response, which stabilises ca. 1/3 faster than at
1.3 V. There is also an overall increase in the stabilised dark
current response compared to 1.1 and 1.3 V. These increases in
the dark current at 1.3 V also coincide with the changes seen in
the operando XAS data measured at 1.3 V, with the increase of
electron density on Sr, resulting in increased overpotentials.

Fig. 6c shows, as an example, the PSD data analysis of data
acquired at the Sr K edge for STON measured at 1.1 V. The
benet of PSD is the signicantly enhanced signal-to-noise
ratios, as it contains primarily only the signals from the
changes due to the external light stimulus,65,66 while spurious
effects from inactive species, spectators and noise are ltered
out.

Fig. 6d includes the phase resolved spectra for Sr measured
at 1.1, 1.3, and 1.5 V in red, black and blue, respectively. Not
only can we see that there are small changes due to stimulus
with light, but there is also a potential dependence. The spectra
collected at 1.5 V show decreased sensitivity (smaller differ-
ences) due to the modulated light stimulus compared to 1.1 and
1.3 V. Fig. 6e shows an example of averaged spectra collected
under illumination and dark conditions at one potential, along
with the difference of the two plots shown as a solid grey line
and the PSD spectra shown below.

Upon irradiation with light, photons with sufficient energy
are absorbed; generating electrons and electron–hole pair
charge carriers. The charge carriers are subsequently consumed
in the water splitting process or recombine. The promotion of
electrons from the valence band to the conduction band will
induce small changes in the overall electronic system. This is
reected by the change in intensity of the Sr K-edge main peak
under illumination (Fig. 6e).

We saw for the XANES (Fig. 5d) that when the Sr species
reduce, there is a gain of electron density surrounding Sr with
applied potential. The electronic conguration for Sr should
reect [Kr] 5s2 and that for oxidised Sr2+ represented by [Kr].
Therefore, as Sr reduces with applied potential, one would
expect the lower lying energy 5s orbitals to be partially lled
compared to the 4d states, according to Hund's rule. Typically,
the intensity, especially in the case of L edges, is assumed to be
related to holes in the d-band. Therefore, an oxidised species
with electron–holes in the d-band would typically exhibit larger
intensity of that of a more reduced species with a lled d band.67

The Sr K edge transition includes dipole s to p transitions like
the L edges previously mentioned, however, it also includes
This journal is © The Royal Society of Chemistry 2022
quadrupole transitions s > d and p > f, complicating the inter-
pretation further. Especially, as these quadrupole transitions
should be forbidden due to selection rules. However, due to
disorder and p–d orbital mixing, the forbidden s > d transitions
are observable in the K edge spectra. According to p-DOS, the CB
for STON is comprised of primarily Ta d states, but also Sr
d states and with increasing energy, the Sr p and s states.54

This can be reected visually in Fig. 5d with the pre-edge
features of various Sr containing species with, the local coor-
dination surrounding the absorbing Sr showing signs of
disorder from the perfect octahedral. With increasing degrees
of disorder and orbital mixing, the intensity of the pre-edge
features increases, as the usually forbidden s > d transitions
are now allowed. Therefore, the main peak intensity may not be
solely related to oxidation state and holes in the d band, like for
the L edges, but also to the effect of the Sr s and p states and, the
local coordination surrounding Sr. As previously mentioned,
due to the highly crystalline nature of the epitaxial lms,
diffraction renders the EXAFS data unreliable to investigate any
changes in the local coordination environment of Sr. Future
work will look at ways to circumvent this limitation.

As electron density on Sr increases, the reduced intensity of
the PSD data at 1.5 V (Fig. 6d) may then be related to (a) reduced
probability for an electron to promote to the Sr states in the CB,
as they are now partially occupied and/or (b) increased recom-
bination of electron–hole pairs due to the surface reconstruc-
tion and the proceeding of the forwards reaction of the OER.

The suggested changes to the surface stoichiometry would
result in a surface reconstruction that affects the binding
energies of the intermediate products (*OH, *O, *OOH)
produced during OER conditions. The intermediates that
adsorb too weakly or too strongly will reduce the overall kinetics
and, increase the overpotential of the OER.24,45 At 1.5 V, the
applied potential overcomes the increased overpotentials, re-
ected in the increased photocurrent response.

Both the A (Sr) and B (Ta) are both described as active sites
for the OER mechanism to proceed on.47 With Sr covered in OH
adsorbates contributing to O2 generation. Deprotonation was
shown to be the ODS for STON,47 Therefore, upon deprotona-
tion, most Sr species would exist as SrO which, as previously
discussed, is partially soluble in the electrolyte. However, unlike
Sr, the Ta PSD signals never increase above the level of noise
(ESI Fig. 8†). This suggests either two things: (1) Ta is not
responsive to the light and not involved in the photo absorption
process, a hypothesis which would contradict available litera-
ture12,47,68 or, (2) the kinetics for Ta are faster than those for Sr47

therefore Ta evolves O2 at faster rates.

Conclusion

In this work, we employed operando grazing incidence and
modulated excitation X-ray absorption spectroscopy to study
the effect of several stimuli on STON oxynitride thin lms
during photoelectrochemical water splitting. A comparison
with ex situ XPS of the samples in their initial and nal states is
also included. The XPS analysis suggests (a) partial dissolution
of SrOx into the alkaline electrolyte, (b) an increase in electron
J. Mater. Chem. A, 2022, 10, 2374–2387 | 2383
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density on Sr, (c) lattice Sr and Ta enrichment at the surface, (d)
changes in hybridisation with the N 2p and O 2p states. (e)
Increase in surface hydrophilicity, evidenced by the increased
adsorbed OH/O(OH)/H2O content, (f) slight loss of N from the
structure where N remains chemisorbed as N2/NOx species.

Surface reconstruction under OER conditions has previously
been discussed for Sr and Co containing perovskite oxide
catalysts41,69–71 where, the OER proceeds under applied potential
together with the lattice-oxygen evolution reaction.41,72 This has
been shown to have a benecial effect with respect to the OER
due to the formation of an enriched BOH/BO(OH) surface,
increased hydrophilicity and an increase in catalytic activity.41,73

For the oxynitride STON, we also observe surface enrichment of
the B cation (Ta) and increased hydrophilicity. However,
contrary to oxides, this supercial BOH/BO(OH) enriched
surface layer may have complications for the oxynitrides. Since,
the N 1s XPS analysis of LTON and STON oxynitride thin lms
before and aer the PECR, evidence N2/NOx chemisorbed
species. As discussed previously, likely formed in competitive
reactions from the surface lattice N and the OER intermediates.

Operando GIXAS determined that the surface reconstruction
occurs when the applied potential increases above 1.3 V vs.
RHE. ME-XAS-PSD measurements with modulated light as an
external stimulus. It was previously shown for LaTiOxNy that
light and the electrolyte do not contribute to the degradation of
the material.46 However, we observe small changes in the light
response for Sr, with respect to its electronic structure and its
evolution as a function of applied potential. Here we show that
the nature of the A cation and the evolution of its electronic and
geometric environment at the solid/liquid interface has large
impacts on the overall stability and catalytic activity of the
material during operation conditions.

We also note that nitrogen determines the bulk electronic
structure of oxynitrides and in turn, the light absorption prop-
erties of the photocatalysts. However, at the surface, the
nitrogen species take on a more apparent antagonistic role,
competing with the OER. To improve the performance of
semiconductor photocatalysts, it is important to understand on
a fundamental level what is occurring at the photocatalyst
surface during operation.

This study presents the rst operando surface sensitive
characterisation of the solid–liquid interface during the visible
light driven oxygen evolution reaction. An important advance,
for future work to explore in operando, the effect of applied
potential and the synergistic effects rst row transition metal-
based co-catalysts have on the performance and stability of
the oxynitride photocatalyst templates, where it has been shown
that passivation layers and co-catalysts can prevent/minimise
the detrimental surface reconstruction. Future experiments
involve the screening of co-catalysts (material, deposition
method, time, potential etc.) with respect to enhanced perfor-
mance and stability. With the optimised SC and co-catalyst
pairing, the ferroelectric polling enhancement method previ-
ously reported can be combined with comparing the 001, 011
and 111 (hkl) orientated STON lms. The operando studies are
not limited to the visible-light responsive oxynitrides thin lm
photocatalysts. Operando surface sensitive characterisations
2384 | J. Mater. Chem. A, 2022, 10, 2374–2387
and comparisons can also be made with thin lms represen-
tative UV-only responsive, wide band gap oxides.
Methods
Thin lm deposition

Three sets of lms used in this work were grown using pulsed
laser deposition (PLD). A KrF excimer laser (Lambda Physik LPX
300, 30 ns pulse width, l ¼ 248 nm) was used to ablate a target
of Sr2Ta2O7 fabricated in our laboratory. The target to substrate
distance was set at 5 cm. The laser was focused on a spot of 1.1
mm2 with a laser uence of ca. 3 J cm�2 and laser repetition rate
of 10 Hz. Commercially available (001)-oriented MgO was used
as a substrate (10 � 10 � 0.5 mm). Platinum paste was applied
between the substrates and heating stage to provide good
thermal conductivity. The substrate temperature of 750 �C was
measured via a pyrometer. N2 background partial pressure of
8.0 � 10�4 mbar was set via a gas inlet line to the vacuum
chamber. NH3 gas was injected through a nozzle near the laser
spot at the target. The titanium nitride current collector layer
was grown in situ, prior to the deposition of the oxynitride lm,
by conventional PLD using a commercially available TiN target
under vacuum with a base pressure of ca. 5 � 10�6 mbar. The
substrate to target distance, substrate temperature, laser repe-
tition and uence were the same as above. The TiN and STON
layers were both ca. 100 nm thick (�5 nm).
Photoelectrochemical characterisation

Photoelectrochemical (PEC) measurements were performed
using a three-electrode conguration in the operando reactor
cell described in Fig. 3. The working and counter electrode were
the STON thin lms and Pt wire respectively. A KCl saturated Ag/
AgCl electrode was used as the reference. An aqueous solution
of 0.5 molar NaOH (pH ¼ 13) was used as an electrolyte. For the
electrical contact of the STON lms a wire was adhered to the
TiN current collector to apply the electrical contact to the
potentiostat (Metrohm Autolab). The electrically connected area
was then insulated with epoxy and the sample then immersed
into the electrolyte in the cell. The samples were illuminated
with a 405 nm laser diode (Laser2000) which has a 5 mW power
output and spot size of ca. 0.0308 cm2. The corresponding light
intensity is ca. 130 mW cm�2. To measure the dark and light
current the laser diode was modulated for 60 second periods (60
seconds on, 60 seconds off). The potentiodynamic measure-
ments were performed at a scan rate of 10 mV s�1 under
chopped illumination with 4 second periods.
Chemical composition

Rutherford Backscattering (RBS) and Elastic Recoil Detection
Analysis (ERDA) were employed to determine the chemical
compositions of the STON thin lms. RBS provides the metal
ratios and oxygen content whereas, ERDA provides nitrogen-to-
oxygen ratio. The RBS measurements were performed using a 2
MeV He beam and a silicon PIN diode detector. ERDA was
carried out with a 13 MeV 127I beam and the combination of
This journal is © The Royal Society of Chemistry 2022
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a time-of-ight spectrometer with a gas ionisation detector. RBS
data was analysed using RUMP.74

Crystalline properties

XRD measurements were performed using a Seifert X-ray
Diffractometer with characteristic Cu Ka radiation 0.154 nm.
Theta–2theta scans were performed to determine the out-of-
plane orientations of the lms.

X-ray photoelectron spectroscopy

The XPS measurements were performed at the SX-ARPES end-
station75 of the Advanced Resonant Spectroscopies (ADRESS)
beamline76 situated at the Swiss Light Source, Paul Scherrer
Institute, Switzerland. The photon ux was ca. 1013 photons
per s and focused into a spot size of 30 � 75 mm2 on the sample
surface at an X-ray grazing incidence angle of 20�. The energy
resolution was set to 50 meV and the sample temperature was
kept at 298 K. Spectra were calibrated using the C 1s signal due
to adventitious carbon situated at 284.8 eV.

X-ray absorption spectroscopy

The time resolved XAS were measured using the quickXAS
method64 at the SuperXAS beamline at the SLS, Paul Scherrer
Institut in Switzerland. The polychromatic beam of the 2.9 Tesla
superbend was collimated by a Si-coated collimating mirror and
subsequently monochromatised by a Si (111) channel-cut
crystal of the quickXAS monochromator, which oscillated at
1 Hz frequency with an acquisition time of 500 milliseconds per
spectrum. Energy calibration was performed using Pb (L1 edge
E0¼ 15 861 eV) and Zn (K edge E0¼ 9659 eV) thin foils for the Sr
K (E0 ¼ 16 105 eV) and Ta L3 (E0 ¼ 9881 eV) edges, respectively.
A focused beam was used with a spot size of 100� 100 mm2. The
samples were xed into the cell and the cell was mounted in
grazing incidence to the incoming X-ray beam, with an incident
angle between 0–1�. Data analysis was performed using the
ProQEXAFS,77 Athena78 and Larch79 soware packages.
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