
Journal of
 Materials Chemistry A
Materials for energy and sustainability

rsc.li/materials-a

Volume 10
Number 3
21 January 2022
Pages 971–1600

ISSN 2050-7488

PAPER
Wenhuan Huang, Renchao Che, Huabin Zhang et al. 
Hollow MoC/NC sphere for electromagnetic wave 
attenuation: direct observation of interfacial polarization 
on nanoscale hetero-interfaces



Journal of
Materials Chemistry A

PAPER

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 0

9 
D

ec
em

be
r 

20
21

. D
ow

nl
oa

de
d 

on
 1

/2
7/

20
26

 7
:3

9:
16

 A
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online
View Journal  | View Issue
Hollow MoC/NC
aKey Laboratory of Chemical Additives for C

Chemistry and Chemical Engineering,

Technology, Xi'an 710021, China. E-mail: h
bKAUST Catalysis Center, King Abdullah

Thuwal, 23955-6900, Kingdom of Saudi Ara
cSchool of Chemistry and Chemical En

University, Xi'an 710129, China
dLaboratory of Advanced Materials, Shang

Innovative Materials, Fudan University, S

rcche@fudan.edu.cn

† Electronic supplementary informa
10.1039/d1ta09357f

Cite this: J. Mater. Chem. A, 2022, 10,
1290

Received 1st November 2021
Accepted 8th December 2021

DOI: 10.1039/d1ta09357f

rsc.li/materials-a

1290 | J. Mater. Chem. A, 2022, 10, 1
sphere for electromagnetic wave
attenuation: direct observation of interfacial
polarization on nanoscale hetero-interfaces†

Wenhuan Huang, *a Wenming Gao,ab Shouwei Zuo,ab Luxi Zhang,a Ke Pei,d

Panbo Liu, c Renchao Che *d and Huabin Zhang *b

Carbon-based composites with hetero-interfaces is a group of promising electromagnetic wave absorbing

materials (EWAMs) for their excellent dielectric loss. For developing this kind of EWAMs, in situ construction

of hetero-interfaces and revealing its attenuation mechanism are of great importance, but remain

challenges. Herein, a MoC-incorporated N-doped carbon hollow sphere (H-MoC/NC) with uniformly

distributed nanoscale MoC/NC hetero-interfaces was precisely synthesized for evaluating the interfacial

polarization in electromagnetic wave attenuation. The Mo defects in MoC not only contributed to the

impedance matching through the hollow shell, but also accelerated the charge transfers, displaying an

enhanced interfacial charge polarization. More importantly, this polarized charge distribution on the

MoC(�)/carbon(+) interface was observed for the first time directly through the hologram at

a nanometer scale. The atomic-level understanding of interfacial polarization in the electromagnetic

attenuation process will greatly promote the development of designing and synthesizing non-magnetic

carbon-based EWAMs.
Introduction

For solving the spatial electromagnetic radiation, in recent
decades, scientists have developed numerous groups of highly
efficient electromagnetic wave absorbing materials (EWAMs),
including carbon-based materials,1–3 silicon carbides,4,5 transi-
tion metal-based carbides,6,7 oxides,8,9 suldes,10,11 nitrides,12,13

and ferromagnetic metal-based materials.14–16 In the electro-
magnetic wave absorbing process, the combination of permit-
tivity and permeability directly determines the electromagnetic
wave storage and attenuation capacities of the materials.17–21 It
is an overall synergetic effect of intrinsic electrical andmagnetic
characteristics modulated by chemical-components, electron
conductivity, electromagnetic balance, and micro-nano struc-
ture.22–27 Therefore, for the rational design and synthesis of
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EMAMs with the target properties, investigating the mechanism
of attenuation contribution of each part is necessary.11,28–31

The permeability of the materials generally can be evaluated
bymagnetizability and saturationmagnetization frommagnetic
hysteresis loops.14,32,33 Moreover, off-axis electron holography
and micromagnetic simulation can also be utilized to conrm
the magnetic coupling between metal nanoparticles.14,33 As
another part of attenuation contribution, permittivity attenua-
tion consists of several parts, including conduction loss, dipole
polarization loss, and interfacial polarization loss.6,34 Among
them, conduction loss is mainly due to the conductivity of the
materials, which can be tested through a four-probe resistance
meter.17,35 The dipole polarization is attributed to the chemical
bond or atom–atom interaction in hybrids, which can be
investigated by X-ray photoelectron- and Fourier transform
infrared spectroscopy.34,36 For studying the attenuation mecha-
nism of interfacial polarization, numerous physical and chem-
ical strategies have been employed for constructing hetero
interfaces in composites.2,37–40 Some interfacial interactions
have already been investigated, such as the coupling between
Sn-graphitized/amorphous carbon was evaluated by EXAFS,17

and the interaction in the 2H-MoS2/1T-MoS2 interface was
evaluated by the EPR results.10 Some excellent synthesis strate-
gies for constructing hetero-interfaces have been applied for
enhancing the conversion of electrochemical energy and elec-
tromagnetic wave energy.41–46 Recently, the polarized charge
distribution of ZnO/Ni interfaces was directly observed by
a hologram, but the visible range of polarization interfaces was
This journal is © The Royal Society of Chemistry 2022
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about 100 nm, which lay between hetero-particles.22 Under such
circumstances, the internal polarization mechanism at an
atomic level on a hetero-interface cannot be directly observed
and investigated.9,17,36,47

Herein, nanoscale hetero-interfaces in a MoC-incorporated
N-doped carbon hollow sphere (H-MoC/NC) were elaborately
designed and constructed for investigating the internal mech-
anism of interfacial polarization and clarifying its contribution
in permittivity attenuation.10 As a unique feature, a ZnMo-
bimetallic hybrid zeolitic imidazolate framework (HZIF-
ZnMo), which is a representative of a new class of metal
organic frameworks (MOF) with orderly arranged MoO4 in the
crystalline structure of the zeolite imidazolate framework (ZIF),
was employed as a precursor to construct MoC/NC hetero-
interfaces.48,49 Moreover, by introducing a chemical etching
step, the hollow sphere (H-MoC/NC) was assembled to obtain
nanoscale MoC/NC interfaces and survey the interfacial polar-
ization mechanism at the atomic level.15 As a result, the Mo
defects on the hetero-interfaces were observed, which resulted
in the interfacial polarization by charge transfer and charge
accumulation. More importantly, this interfacial charge polar-
ization at the MoC/NC interface around �1 nm was directly
observed through the hologram. To the best our knowledge, it is
the rst time to investigate and understand the interfacial
polarization from the atomic level.
Experimental
Synthetic procedures

Synthesis of the HZIF-ZnMo precursor. According to a typical
procedure,48 the mixture of Zn(CH3COO)2 2H2O (5.28 g, 24
mmol), 2-mim (2.88 g, 36 mmol), H2MoO4 (0.99 g, 6 mmol) and
120 mL DMF was kept stirring at 160 �C for 6 h in a 250 mL
round bottom ask. Aer natural cooling the mixture, a white
HZIF-ZnMo powder product was obtained with 35% yield. The
powder was ltered and washed by ethanol for three times, and
then dried at room temperature. In contrast, ZIF-Zn was
synthesized (in ESI†).

Synthesis of H-HZIF-ZnMo.HZIF-ZnMo (0.3 g) was dispersed
into the solution of 1.5 g tannic acid and 300 mL water, and
then kept stirring for 10 min. The product of H-HZIF-ZnMo was
centrifuged and washed by water and ethanol separately for
three times. Aer drying in vacuum oven at 60 �C for 3 h, the
250 mg of earthy yellow H-HZIF-ZnMo powder was obtained.
Similarly, H-ZIF-Zn was also synthesized (in ESI†).

Synthesis of H-MoC/NC. 500 mg of the as synthesized H-
HZIF-ZnMo was placed in corundum boats and heated to
900 �C at a rising rate of 8 �C min�1 in a tube furnace under
nitrogen ow. Aer it was kept at 900 �C for 2 h. The black
powder of H-MoC/NC was obtained. The calcination results of
H-NC, MoC/NC, NC are listed in SI.
Characterization and data analysis

Characterizations. A D8 DAVANCI X-ray powder diffractom-
eter was used to record the powder X-ray diffraction (PXRD)
patterns. The specic surface area was measured by nitrogen
This journal is © The Royal Society of Chemistry 2022
adsorption and desorption at 77 K by an ASAP 2020 sorption
system. Scanning electron microscopy (SEM) images were
collected on a Hitachi S4800 apparatus. The transmission
electron microscopy (TEM) was performed on a JEM-2010HR
apparatus, and X-ray energy-dispersive spectroscopy (EDS) was
performed on a JEM-2010HR-Vantage type energy spectrometer.
X-ray photoelectron spectroscopy (XPS) was implemented on
a Thermo ESCA Lab250XI. Raman spectroscopy was obtained by
a Renishaw inVia Raman Microscope. The electromagnetic
parameters were analysed by a HP8753D vector network analy-
ser. The measured samples were dispersed in paraffin homo-
geneously with a sample-to-paraffin weight ratio of 3 : 17
(loading amount of 15 wt%), and then, the mixture was pressed
into a toroidal shape with an inner diameter of 2.0 mm and an
outer diameter of 7.0 mm.

Data analysis. The Cole–Cole semicircle model, Debye theory
and Debye relaxation correction formula, attenuation coeffi-
cient, transmission line theory, quarter-wavelength matching
model were employed for analysing the electromagnetic wave
absorbing performance. The data analysis details are listed in
ESI.†

Results and discussion
Synthesis and structural characterization

The synthesis procedure of the hollow MoC-incorporated N-
doped carbon (H-MoC/NC) sphere is illustrated in Fig. 1. For
evaluating the attenuation mechanism of the MoC/NC hetero-
interface in the hollow structure, solid MoC-incorporated N-
doped carbon (MoC/NC), hollow N-doped carbon (H-NC) and
solid N-doped carbon (NC) were elaborately synthesized and
characterized as contrast samples. The HZIF-ZnMo was crys-
tallized from MoO4, Zn and imidazole (Fig. 1a1), while ZIF-Zn
was assembled from Zn and imidazole (Fig. 1b1), which, as
precursors (Fig. S1†), were calcinated at 900 �C under nitrogen
ow, and transformed into solid MoC/NC and NC polyhedrons
(Fig. 1a2 and b2). As shown in Fig. 2a and b, solid MoC/NC and
NC kept the original shapes of HZIF-ZnMo and ZIF-Zn, showing
a chamfered cube and a rhombohedral dodecahedron with
diameters of 2 mm and 500 nm, respectively. The uniformly
distributed elements were evaluated by EDS mapping in Fig. S3,
S4, S7 and S8.†

For constructing the hollow structure, an acid etching
process was employed, which successfully generated the HZIF-
ZnMo hollow sphere (H-HZIF-ZnMo) and the ZIF-Zn hollow
rhombohedral dodecahedron (H-ZIF-Zn) (Fig. 1a3 and b3).50,51

SEM and TEM results in Fig. 2b3 indicate that H-ZIF-Zn perfectly
inherited the morphology of ZIF-Zn with an ultra-thin shell aer
the etching process. As illustrated in Fig. 1d, the fast formed
ZnOx shell protected the surface of ZIF-Zn; hence, a hollow
polyhedron was formed during a fast ion-diffusion process. On
the contrary, owing to the higher chemical stability than those
of ZIF-Zn, HZIF-ZnMo was slowly decomposed and accompa-
nied by the formation of a ZnOx/MoOx oxide shell, displaying
a slow ion-diffusion speed (Fig. 1c).48,52,53 This slow surface
solvation process generated a hollow sphere morphology of H-
HZIF-ZnMo (Fig. 2a3). Then, aer the same calcination
J. Mater. Chem. A, 2022, 10, 1290–1298 | 1291
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Fig. 1 (a) and (b) The crystalline structure of HZIF-ZnMo and ZIF-Zn. (a1–a4) The schematic morphologies for HZIF-ZnMo, MoC/NC, H-HZIF-
ZnMo and H-MoC/NC. (b1–b4) The schematic morphologies for ZIF-Zn, NC, H-ZIF-Zn and H-NC; (c and d) the chemical etching process
schemes for HZIF-ZnMo and ZIF-Zn.
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condition at 900 �C, H-HZIF-ZnMo and H-ZIF-Zn were in situ
transformed into hollow structural H-MoC/NC and H-NC
particles (Fig. 2a4 and b4). The good thermal stability of HZIF-
ZnMo and the MoC component resulted in the remained
hollow sphere morphology of H-MoC/NC (Fig. 2a4). However,
during the fast decomposition of H-ZIF-Zn and departure of the
gases, the shrunken hollow rhombohedral dodecahedron
morphology of H-NC (Fig. 2b4) was obtained. These results were
also conrmed by IV-type N2 sorption isotherm curves and
micropores in pore diameter results (Fig. 2d and e). The pore
size of the hollow structural H-MoC/NC and H-NC samples were
obviously larger than that of solid MoC/NC and NC samples.
The higher BET surface area of H-MoC/NC (582.425 m2 g�1) and
that of un-calcinated H-HZIF-ZnMo (217.129 m2 g�1) meant the
increase in the pore volume and the maintained hollow sphere
morphology aer the calcination. Moreover, the smaller surface
area of H-NC (960.190 m2 g�1) than that of un-calcinated H-ZIF-
Zn (1003.293 m2 g�1) proved the decrease in the pore volume
and the shrinkage of H-NC.

HZIF-ZnMo was selected as a precursor for in situ synthe-
sizing MoC-incorporated carbon owing to its high-crystalline
structure of ordered arranged Zn, Mo and organic ligands.
The crystalline phase of MoC and graphite carbon in both H-
MoC/NC and MoC/NC were conrmed by the PXRD pattern
(Fig. S11†). The wide peak at 21.3 corresponds to the (002) plane
of graphite carbon, while the peaks at 36.6, 42.4, 61.8, and 74.3
are correspond to the (111), (200), (220), and (311) planes of a-
1292 | J. Mater. Chem. A, 2022, 10, 1290–1298
MoC (JCPDS-01-089-2868). As is known, the crystalline phase
conversion for molybdenum carbide is observed during the
high-temperature calcination process at 900 �C. Herein, a pro-
grammed heating process was employed for obtaining the pure
phase of a-MoC, in which Mo and C atoms crystalized in the
cubic Fm�3m space group with the fcc stacking mode (Fig. 2f).
The ID/IG ratio of D band (1350 cm�1) and G band (1590 cm�1)
peaks were calculated from the Raman results (Fig. S12†) for
characterizing the amount of the disordered/defected carbon
and sp2 carbon. The calculated higher ID/IG values for H-MoC/
NC and H-NC (1.07 and 1.12) than those of solid MoC/NC and
NC (0.94 and 1.03) indicates that the structural disorder and
defects of the carbon matrix were more apparent in hollow
structural samples.

On the other hand, chemical etching and calcination was
used for constructing atomic defects and nanoscale hetero-
interfaces. As the HRTEM results shown in Fig. 2c1, abundant
nanoscale H-MoC/NC hetero-interfaces were observed. MoC
nanoparticles with the diameter of 2.5 nm were embedded with
the carbon shells (Fig. 2c2 and c3). The atom arrangement
highly matched with the (111) lattice plane of the MoC crystal-
line structure (Fig. 2c4). In the MoC particle, numerous Mo
defects in the lattice were observed, which beneted the elec-
tron hopping and charge transfer. Then, this was conrmed by
the XPS results (Fig. 2g and h). The Mo 3d XPS spectra split into
3d5/2 and 3d3/2 peaks, which were further tted into four
oxidation states peaks of Mo2+, Mo3+, Mo4+ and Mo6+ (Fig. 2g).
This journal is © The Royal Society of Chemistry 2022
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Fig. 2 (a) SEM and TEM images of HZIF-ZnMo (a1), MoC/NC (a2), H-HZIF-ZnMo (a3) and H-MoC/NC (a4). (b) SEM and TEM images of ZIF-Zn (b1),
NC (b2), H-ZIF-Zn (b3) and H-NC (b4). (c) Hetero-interfaces in HR-TEM (c1), the MoC nanoparticles (c2), MoC@C structure (c3), lattice and defects
(c4) and EDS mapping (c5) images of H-MoC/NC. (d) N2-sorption isotherms curves. (e) Pore diameter distribution curves. (f) Crystalline structure
of a-MoC. (g) Mo 3d XPS spectra for H-MoC/NC and MoC/NC. (h) N 1s XPS spectra for H-MoC/NC, MoC/NC, H-NC and NC.
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Owing to the existence of and Mo–C bonds in a-MoC, the Mo2+

peaks were observed. The Mo defects in the crystalline brought
the valence state increase of the adjacent Mo atom sites, such as
the emerging of Mo3+, while the existence of Mo4+ andMo6+ was
attributed to the surface oxidation of MoOx (MoO2 and MoO3).
Compared with MoC/NC, the higher amount of high-valent Mo
atoms and positive shis of all Mo peaks for H-MoC/NC were
attributed to the Mo defects, valence changes on the Mo–N/Mo–
O bonds at the hetero-interfaces. The N 1s spectra for H-MoC/
NC and MoC/NC (Fig. 2h) exhibited pyridinic N, pyrrolic N,
graphitic and Mo–N peaks. The high amount of pyrrolic N,
positive shi of graphitic N and Mo–N, and negative shi of
pyridinic N in H-MoC/NC indicated the defects and disordered
atoms. The doped N atoms in the carbon matrix provided the
dipole polarization in the graphite carbon. The C 1s XPS spectra
(Fig. S13†) displayed multiple C–O pieces in the hollow struc-
tural H-MoC/NC and H-NC. Compared with the MoC/NC, the
higher C–N/C–C peak ratio and positive shi of C–N in H–MoC/
NC also conrmed the disordered atoms in the carbon matrix.
This journal is © The Royal Society of Chemistry 2022
Electromagnetic wave absorbing performance

The electromagnetic wave absorbing performance was evaluated
by electromagnetic parameters of the samples in a paraffin wax
ring with a loading amount of 15 wt%. For a nonmagnetic
material system, the real part and imaginary part of permittivity
(30 and 300) in the formula of relative complex permittivity (3r ¼ 30

� j300) represent the storage and the dissipation capacities of the
electro-magnetic wave, respectively, while the tan d3 (tan d3 ¼ 300/
30) acts the index for the dielectric loss. The dielectric loss
combines both effects of conduction loss and polarization loss.
The general trends of 30, 300 and tan d3 in Fig. S14† exhibited the
higher permittivity parameters for hollow structural H-MoC/NC
and H-NC than those for solid MoC/NC and NC, which was
attributed to the enhanced interfacial polarization loss from the
hollow structure. As we know, the polarization loss includes
interfacial polarization and dipole polarization. For solid MoC/
NC and NC, the higher permittivity parameters for MoC/NC
than NC were mainly due to the dipole polarization loss.
Conductive loss of the material can be expressed in the free
J. Mater. Chem. A, 2022, 10, 1290–1298 | 1293
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electron formula, 300 z s/2pf30. The higher 300 of H-NC than that
of H-MoC/NC indicates the primary conductive loss in H-NC. In
general, the dielectric loss of these samples are the results of
synergistic effects between the conduction and polarization loss.

The Cole–Cole semicircle model was used to explain the
polarization relaxation process, which is expressed in eqn (S1).†
In the 30–300 curves, every semicircle stands for a Debye relaxa-
tion process. The high number of the semicircles for H-MoC/NC
indicated its high dipole depolarization loss and the interfacial
polarization (Fig. S15†). In addition, the long line tail in the 30–
300 curve of NC (Fig. 3a) also indicates its brilliant conduction
loss contribution.

In order to further quantitatively evaluate the contribution of
the polarization loss, the interfacial polarization was rst analysed
through the Debye relaxation correction formula (eqn (S2) and
(S3)†). In the formula, A is dened as the interface factor thattted
from 30 values, standing for the interface polarization (Fig. S16†).
The A values of samples have been calculated in Fig. 3b. The
higher A values of 0.26 and 0.66 for H-MoC/NC and H-NC were
observed, conrming the dominant interfacial polarization in
hollow porous materials. Moreover, the higher A value of MoC/NC
(0.073) than that of NC (0.005) is observed, which is attributed to
the chemical hetero-interface polarization in MoC/NC.

Furthermore, the quantitative evaluation of the polarization
contribution from 300 values was also conducted by the Debye
theory through the eqn (S4)–(S6).† First, the conductive contri-
bution part (3c00) of the samples (Fig. 3c) was calculated by the
four-electrode resistance test results (Fig. 3f) through eqn (S4).†
Fig. 3 The attenuation and impedancematching analysis. (a) Cole–Cole
(c) Calculated 3c

00 values. (d) Calculated 3p
00 values. (e) Experimental and the

Dielectric loss. (i) Impedance matching plots. (j) The effective absorbing
values.

1294 | J. Mater. Chem. A, 2022, 10, 1290–1298
The conductivity sequence of NC > H-NC > H-MoC/NC > MoC/
NC indicates the biggest contribution on conduction loss 3c

00

for NC from 5.54 to 0.62. Then, the polarization loss (3p00) of the
samples was calculated through eqn (S5) and (S6),† which
conrmed the dominant polarization effect (3p00) in H-NC and
H-MoC/NC from 10.36 to 7.93 and 2.83 to 3.49, respectively
(Fig. 3d). These results indicate the dominated hetero-
interfacial polarization in H-MoC/NC. As a result, the inte-
grated permittivity of the materials reected in the attenuation
coefficient (a), which could be calculated through eqn (S7).†
The higher a value of the material indicated the stronger
compositive electromagnetic wave attenuation ability,
combining the permeability and permittivity. In accordance
with the dielectric loss (Fig. 3h), the a value (Fig. 3g) sequence of
H-NC > H-MoC/NC > MoC/NC > NC was observed, which meant
that H-NC possessed the strongest EW attenuation ability.

Then, the electromagnetic wave absorbing performance of
the materials was evaluated by reection loss (RL) and jZin/Z0j,
which were calculated from electromagnetic parameters
through eqn (S8) and (9).† Although H-NC possesses the
strongest integrated dielectric loss (Fig. 3h), the best EW
absorption capacity (RLmin of 41.2 dB at 13.44 GHz) and widest
effective absorption band (fe, RL <�10 dB) of 5.2 GHz (from
11.76 GHz �16.96 GHz) of H-MoC/NC were observed in Fig. 4h
and i. The H-NC displayed a RLmin of �13.34 dB at 10.72 with
the fe band of 2.0 GHz (Fig. 4b, j), while the MoC/NC exhibited
a RLmin of �19.17 dB at 14.24 with the fe band of 1.3 GHz
(Fig. 4c, k). It was concluded that excessive permittivity stood in
semicircle of H-MoC/NC (insert) in 30–300 curves. (b) Calculated A values.
oretical fitted dm values. (f) Conductivity. (g) Attenuation coefficient. (h)
band (<�10 dB) in RL plots. (k) Effective bandwidth and minimum RL

This journal is © The Royal Society of Chemistry 2022
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Fig. 4 (a–d) 2D contour map of jZin/Z0j for NC, H-NC, MoC/NC and H-MoC/NC. (e–h) The jZin/Z0j and RL plots of NC, H-NC, MoC/NC and H-
MoC/NC. (i–l) 2D contour map of RL for NC, H-NC, MoC/NC and H-MoC/NC.

Paper Journal of Materials Chemistry A

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 0

9 
D

ec
em

be
r 

20
21

. D
ow

nl
oa

de
d 

on
 1

/2
7/

20
26

 7
:3

9:
16

 A
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online
the way of achieving high EM adsorption, and impedance
matching of the materials played another crucial role.

The impedancematching of thematerials could be evaluated
by the normalized characteristic impedance (Z ¼ jZin/Z0j) based
on eqn (S9).† The 2D contour map of Z values for all four
materials are exhibited in Fig. 4a–d, in which the dark line (Z ¼
0.8–1.2) area indicates the good matching of the impedance.
The excellent impedance matching of H–MoC/NC induced its
high EW absorbing performance at the range of 4–18 GHz
(Fig. 4d). The big white area in the 2D Z maps of MoC/NC and
NC meant severe mismatches of impedance in the solid struc-
tures (Fig. 4a and c). Hollow structural H-NC greatly decreased
the Z value, but not matched with the impedance (Fig. 4b). The
synergetic effect from both the hollow space and hetero-
interfaces of H-MoC/NC results in the best impedance match-
ing and EW absorption (Fig. 3i–k). The high matching of theo-
retical and experimental dm of H-MoC/NC (Fig. 3e) was veried
through the quarter-wavelength formula (eqn S10).† As
compared in Table S1 and Fig. S9,† H-MoC/NC displayed
remarkable SRL values of�275 at the thickness of 2 nm, making
it one of the best Mo-based EWAM reported to date.
This journal is © The Royal Society of Chemistry 2022
Based on the above studies, we can conclude that the
polarization on MoC/NC hetero-interfaces in the hollow shell
enhanced both the dielectric loss and impedance matching. In
studies, scientists have successfully calculated the contribution
of interfacial polarization in permittivity attenuation and
proved its mechanism by spectroscopy characterizations;
however, it has not been explained from an atomic level. In this
study, the HR-TEM (Fig. 5e) and a hologram (Fig. 5a) were
employed for investigating the mechanism of the interfacial
polarization in H-MoC/NC. The tube area on the TEM image in
Fig. 5a was the place that the beam lighted, which was the
effective observing area. In the electric eld distribution
diagram (Fig. 5c), colour represents direction and brightness
represents intensity, and the colour disk is shown in Fig. S20.†
In the charge density map (Fig. 5d), red represents positive
charge, blue represents negative charge, and the lightness
colour represents relative density. The homogeneous distribu-
tion of the MoC is shown in Fig. 5e, and the high density of
nanoscale MoC/NC interfacial polarization (2–3 nm) in the
charge density map, as shown in Fig. 5d, which highly agreed
with the distribution of MoC nanoparticles in the carbon
J. Mater. Chem. A, 2022, 10, 1290–1298 | 1295

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d1ta09357f


Fig. 5 (a) Hologram. (b) Reconstructed phase image. (c) Electric-filed map. (d) Charge density map. (e) HR-TEM images. (f and g) MoC/NC
hetero-interface. (h) Charge distribution on the MoC(�)/carbon(+) interface. (i) Two-step synthetic route and chemical etching mechanism
(insert). (j) Illustration schemes of four electromagnetic wave attenuation mechanism.
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matrix. The hetero-interface between the MoC particle and
carbon matric is clearly shown in Fig. 5g, while the corre-
sponding charge density map (Fig. 5h) indicated the charge
distribution along the hetero-interface. The Mo defects in MoC
accelerated the charge transfer, resulting in the accumulation of
the negative charge on the surface of MoC particles. Moreover,
the positive shis of the carbon atoms induced the positive
charge on the surface of carbon matrix, generating the charge
polarization between the MoC(�)/carbon(+) interfaces (Fig. 5h).
It is the rst time to observe and explain the interfacial polari-
zation at a nano-meter scale.

Synthetic and electromagnetic wave absorbing mechanism

The mechanism of the two-step synthetic route for constructing
a hollow MoC/N-doped carbon sphere with hetero-interfaces is
1296 | J. Mater. Chem. A, 2022, 10, 1290–1298
displayed in Fig. 5i, including an acid etching and a high-
temperature calcination process. First, through a diffusion/
dissolution process HZIF-ZnMo polyhedron was in situ trans-
formed into a HZIF-ZnMo hollow sphere. During the etching
process, the yolk-shell intermediate HZIF-ZnMo was observed
through the TEM images. Second, in the high-temperature
calcination process, owing to the superior thermal stability
and orderly arranged MoO4 units in the crystalline structure of
HZIF-ZnMo, a well-maintained MoC/NC hollow sphere was
obtained. In the hollow shell, abundant MoC nanoparticles
were embedded into the N-doped carbon matrix, affording
nanometer level of hetero-interfaces.

The EW attenuation mechanism of H-MoC/NC is illustrated
in Fig. 5j, which mainly included four aspects: (i) the fast elec-
tron transfer on graphite carbon contributed to the conductive
This journal is © The Royal Society of Chemistry 2022
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loss, resulting in the enhanced dielectric loss; (ii) the hollow
space synergetic worked with dielectric loss, making H-MoC/NC
to obtain the best impedance matching; (iii) the Mo defects in
the MoC induced the charge switching of adjacent Mo atoms,
enhancing the dipole polarization; (iv) Mo defects induced the
accumulation of the negative charge on the surface of MoC,
which strengthened the polarization on the MoC(�)/carbon(+)
interface.

Conclusions

In summary, we subtly constructed a hollow MoC-incorporated
N-doped carbon sphere (H-MoC/NC) with a nanoscale MoC(�)/
NC(+) interface, as an EWAM, displaying a synergistic effect of
conductive loss, dipole polarization loss, interfacial polariza-
tion and impedance matching. Through the accurate structural
characterization and theoretical calculation, the dominate
contribution of interfacial polarization on hetero-interfaces
among MoC nanoparticles and N-doped carbon in the hollow
shell was claried. The Mo defects in the MoC lattice were
observed, which directly enhanced the MoC(�)/carbon(+)
interfacial polarization through charge switching and charge
accumulation. To the best of our knowledge, it is the rst time
to observe and understand the interfacial polarization at the
atomic level. Our ndings open a new era, guiding the design
and synthesis of highly efficient non-magnetic carbon-based
EWAMs.
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