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for a pH-sensitive delivery system into immune
cells including T cellsf
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Shinya Nakai,” Ikuhiko Nakase, €2 ° Ikuo Fujii,® Akikazu Matsumoto® and
Chie Kojima (2 %4

Although T cells play important roles in various immune reactions, there are only a few reports on
delivery systems into T cells. Our previous study showed that carboxy-terminal phenylalanine (Phe)-
modified polyamidoamine (PAMAM) dendrimers have both temperature- and pH-sensitive properties,
which are affected by the chemical structure. The self-assembled structures of Phe, observed in
phenylketonuria, enhance the protein aggregation, the association with the cell membrane and the
membrane permeability. In this study, we applied the Phe-modified dendrimers to a pH-sensitive drug
delivery system into T cells. Dendrimers with different amino acids and acid anhydrides were
synthesized, and their pH-responsive association with T cells and their subsets was investigated. The
dendrimers modified with Phe and cyclohexanedicarboxylic acid (CHex) showed higher uptake into
various cells, including Jurkat cells, CD3+ T cells, CD3 + CD4+ helper T cells and CD3 + CD8+ Killer
T cells. These dendrimers were internalized into T cells via endocytosis, and their cellular uptake was
enhanced under weak acidic conditions (pH 6.5). Our results showed that Phe- and CHex-modified
dendrimers have a delivery potential to T cells and their subsets, which may be useful for cancer

rsc.li/materials-b immunotherapy.

1. Introduction

The application of stimuli-responsive materials to drug delivery
systems (DDS) is of great importance, since these materials
change their properties when they are exposed to external
stimuli, such as temperature, ultrasonication, and magnetic
fields, and internal stimuli, such as pH, reduction environ-
ments, and environment-specific enzymes." pH-responsive DDS
have been studied by many researchers because anaerobic
glycolysis produces lactic acid in tumor tissues, which creates
acidic tumor microenvironments.” In addition, cells endocy-
tose extracellular substances, whose late endosomes and lyso-
somes become acidic.> Therefore, pH-sensitive DDS is useful
for tumor-targeted drug delivery as well as for endosomal
escape.” Dendrimers are highly branched macromolecules with
well-defined structures, and their unique properties differ from
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those of linear polymers. Since dendrimers can encapsulate
and/or modify various bioactive compounds, such as drug
molecules, they are potent nanoplatforms for DDS. Polyami-
doamine (PAMAM) dendrimers, which are commercially avail-
able, have a large number of inner tertiary amino groups, which
can work as pH-sensitive units. Acidic compounds can easily be
encapsulated due to their electrostatic interactions with tertiary
amino groups, and the binding affinity increases with the
decrease in pH.?

Our previous report indicates that the amino-terminal
PAMAM dendrimers with phenylalanine (Phe) have tempera-
ture- and pH-responsive properties in the ranges larger than
pH 7. Also, carboxy-terminal Phe-bearing PAMAM dendrimers,
which were synthesized by reacting with Phe and succinyl
anhydride (Suc), showed temperature- and pH-responsive prop-
erties in a different manner.>® A PAMAM dendrimer modified
with Suc and Phe in this order (PAMAM-Suc-Phe) showed UCST-
type thermosensitivity at pH 6,> but the PAMAM dendrimer
modified with Phe and Suc in this order (PAMAM-Phe-Suc)
showed both LCST- and UCST-type thermosensitivity at pH 4
and 6, respectively.® Phenylketonuria (PKU) is a metabolic
disorder disease which induces an elevated concentration of
Phe.” Fibril structures are formed in a high concentration of
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Phe because of the self-assembly. The self-assembled structures
of Phe enhance the protein aggregation, the association with
the cell membrane and the membrane permeability, which are
known to be the cause of PKU.” These inspired us to use Phe-
modified dendrimers as a potent drug carrier with pH-sensitive
properties.

Cancer immunotherapy is a cancer treatment method that
attacks tumor cells by activating the immune systems of
patients.® Immune surveillance against cancer comprises var-
ious kinds of immune cells, in which T cells play important
roles. T cells are classified into various kinds of subsets. CD4-
and CDS8-positive T cells are known as helper T cells and
cytotoxic T cells, respectively. Helper and cytotoxic T cells
control immune reactions and induce cell death, respectively.
These subsets are a possible target in cancer immunotherapy. It
has been reported that lactate produced in tumor tissues
impairs the migration of T cells by reducing the expression of
chemokine receptors. Also, excess lactate regulates macrophage
polarization and suppresses the functions of killer cells.” Thus,
the upregulation of T cells in acidic tumor microenvironments
is important for efficient cancer immunotherapy. T cells are
activated by mediating with phagocytic immune cells, such as
macrophages and dendritic cells,'® because direct delivery into
T cells is difficult. There are many reports on pH-sensitive DDS
into antigen-presenting cells, in which endosomal escape can
be induced."® However, there are only a few reports of delivery
systems to T cells.'™'*> Schmid et al. and Cao et al. developed
CD8- and CD4-conjugated poly(lactic-co-glycolic acid) (PLGA)
nanoparticles for T cell-targeted delivery, respectively.'* They
were used for the antibodies that can be targeted at the cell
surface of T cells. Because efficient delivery into T cells using
antibodies is difficult, the delivery systems into T cells still need
to be developed.

We previously reported that the anionic terminal PAMAM
dendrimers whose generation is greater than generation-4 (G4) were
efficiently accumulated in lymph nodes via intradermal injection.'®
The sentinel lymph node is the first organ to drain malignant tumor
cells. Lymph node-targeted delivery, especially delivery into lymph
node-resident T cells, is necessary for cancer immunotherapy.
Previously, 2-carboxy-cyclohexanolated (CHex) PAMAM dendrimer
with Phe, PAMAM-CHex-Phe, was well associated with lymph node-
resident lymphocytes, including T cells.'* In this study, we
attempted to construct a pH-sensitive delivery system into T cells
by using carboxy-terminal Phe- and CHex-modified dendrimers with
different structures, PAMAM-CHex-Phe and PAMAM-Phe-CHex.
Other types of hydrophobic carboxy-terminal dendrimers were also
synthesized by changing the amino acid (leucine (Leu)), acid
anhydrides, and reaction order (Fig. 1), to investigate the relation-
ship between the dendrimer structure and the delivery ability into T
cells. The T cell association of these dendrimers was examined at
different pHs and temperatures using fluorescence-activated cell
sorting (FACS), where murine splenocytes stained with an anti-CD3
antibody were used. Also, we examined the association of PAMAM-
CHex-Phe and PAMAM-Phe-CHex with some culture cell lines and T
cell subsets, such as CD4-positive helper T cells (CD3+CD4+), CDS8-
positive killer T cells (CD3+CD8+) and activated T cells
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Fig. 1 Structure of the dendrimers used for the delivery into T cells in this
study.

(CD3+CD69+). The intracellular distribution of PAMAM-CHex-Phe
and PAMAM-Phe-CHex was observed using confocal microscopic
imaging. This is the first report on the direct delivery into T cells
using pH-sensitive DDS, as far as we know.

2. Experimental
2.1 Materials

PAMAM-Suc-Phe, PAMAM-CHex-Phe, and PAMAM-Phe-Suc
were synthesized in accordance with our previous reports.>®
PAMAM-Phe-CHex was synthesized in the same procedure as
for PAMAM-Phe-Suc by replacing Suc with CHex. PAMAM-
Suc-Leu and PAMAM-CHex-Leu were synthesized using the
same procedures as for PAMAM-Suc-Phe and PAMAM-CHex-
Phe by replacing Phe with Leu. These carboxy-terminal dendri-
mers were labeled with fluorescein isothiocyanate (FITC) in
accordance with our previous report."* The bound number of
FITC to each dendrimer was estimated from the absorbance of
the FITC-conjugated dendrimers at 495 nm. The detailed
synthetic procedures are shown in the ESI.{ Phycoerythrin
(PE)-conjugated antibody (CD3-PE (clone REA641)) and allophy-
cocyanin (APC)-conjugated antibodies (CD69-APC (clone
REA937), CD4-APC (clone REA604), and CD8a-APC (clone
REA601)) were purchased from Miltenyi Biotec GmbH, Ltd.
(Bergish Gladbach, Germany). Concanavalin A (Con. A) was
purchased from Nacalai Tesque, Inc. (Kyoto, Japan). 4T1 cells
and Jurkat cells were purchased from American Type Culture
Collection (ATCC, VA, USA), and RAW264 cells were obtained
from RIKEN BRC (Ibaraki, Japan). Jurkat cells were cultured in
a humidified incubator at 37 °C with 5% CO, using Roswell
Park Memorial Institute-1640 (RPMI-1640) medium containing
10% of fetal bovine serum (FBS). 4T1 cells and RAW264 cells
were cultured using 10% FBS-containing Dulbecco’s modified
Eagle’s medium (DMEM) and minimum essential medium
(MEM), respectively. LysoTracker Red DND-99 and Cellstain
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DAPI solution were purchased from Thermo Fisher Scientific
(Waltham, MA, USA) and Dojindo Laboratories (Kumamoto,
Japan), respectively.

2.2 Association of dendrimers with T cells

FACS was performed using the same method as in our previous
reports except for the immunostaining and the FACS machine."*
Briefly, spleens were collected from BALB/c mice (7-8-week-old,
female) after perfusion with phosphate-buffered saline (PBS) con-
taining heparin under anesthesia. The splenocytes were obtained
after digestion with collagenase for 30 min at 37 °C. Each FITC-
labeled dendrimer (fluorescent dye concentration: 5 uM) was incu-
bated with 2 x 10 cells in an RPMI-1640 medium for 3 h at 37 °C or
4 °C with and without pH adjustment to pH 6.5. The cells were
washed and immunostained with CD3-PE, CD4-APC, and CD8a-APC
according to the manufacturer’s instruction. The stained and
unstained cells were evaluated by FACS using BD FACS Aria TM
III Cell Sorter (Becton, Dickinson and Company, Franklin Lakes, NJ).
The mean green fluorescence intensity of the singly stained cells
with CD3-PE and double-stained cells with CD3-PE and CD4-APC or
CD8-APC was measured. The cells treated at pH 6.5 were double-
stained with CD3-PE and CD69-APC prior to FACS to confirm the
T cell activity at pH 6.5.

The splenocytes collected from BALB/c mice were incubated in
10% FBS-containing an RPMI 1640 medium supplemented with
50 uM of 2-mercaptoethanol at a concentration of 3 x 10° cells per
mL. Then, these cells were cultured in a medium containing Con.
A (1 pg mL ") for 2 days. Afterward, the FITC-labeled dendrimers
were incubated under different conditions, as described above.
These cells were double-stained with CD3-PE and CD69-APC
according to the manufacturer’s instructions. The mean green
fluorescence intensity of the double-stained cells with CD3-PE and
CD69-APC (CD3 + CD69+ cells) and the singly stained cells with
CD3-PE (CD3 + CD69- cells) was measured.

The animal experiments were performed in accordance with
the protocols approved by the Animal Care and Use Commit-
tees of Osaka Prefecture University.
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2.3 Association of dendrimers with various cell lines

25 pL of RPMI solution containing FITC-labeled dendrimers
(fluorescent dye concentration: 5 pM) were added to 1 x 10°
Jurkat cells and incubated at 37 °C or 4 °C for 3 h. Then, 375 pL
of PBS was added to the cell suspension and centrifugated
(2000 rpm, 4 °C, 10 min) to collect cells. After washing with
400 pL of PBS, FACS was performed by using GUAVA Incyte,
(Luminex, Japan). Adherent RAW264 cells and 4T1 cells were
seeded in a 24-well plate at 1.4 x 10> cells per well. After
culturing for 24 h, 200 pL of dendrimer solution (fluorescent
dye concentration: 5 uM) was added. After the incubation at
37 °C or 4 °C for 3 h, RAW264 cells and 4T1 cells were washed
twice with PBS with and without ethylenediaminetetraacetic
acid (EDTA, 0.05%), respectively. RAW264 cells and 4T1 cells
were detached from the substrate using 200 pL of 0.25% trypsin
for 5 min and 2 min, respectively. A further 200 uL of PBS was
added to these cell suspensions, and centrifugation was per-
formed (2000 rpm, 4 °C, 10 min) to collect the cells. After
washing with 400 pL of PBS, FACS analysis was performed
using GUAVA Incyte. The same procedure was performed by
using dendrimer-containing medium adjusted to pH 6.0 or 6.5
and in the presence of free Phe.

2.4 Confocal microscopic observation

The association of FITC-labeled dendrimers with Jurkat cells
was carried out, as described in 2.3. 75 nM of LysoTracker Red
was added to the cells and incubated at 37 °C. After 1.5 h, the
DAPI stain was added to the medium whose final concentration
of DAPI was 0.7 pg mL™". After 30 min, cells were collected by
centrifugation (3000 rpm, 4 °C, 5 min). After the resuspension
of cells using serum-containing RPMI medium, cells were
mounted on a glass bottom dish covered with Shi-fix Coverslip
(Everest Biotech Ltd, Oxfordshire, UK). After 30 min at 37 °C,
unbound cells were removed by washing with PBS. The cells
were observed using a FV1200 confocal laser scanning micro-
scope (Olympus, Tokyo, Japan).
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Fig. 2 Synthetic scheme of the two kinds of PAMAM dendrimers bearing Phe and CHex. (A) PAMAM-CHex-Phe and (B) PAMAM-Phe-CHex. DCC and
HBTU are dicyclohexyl carbodiimide and 2-(1H-benzotriazole-1-yl)-1,1,3,3-tetramethyluronium hexafluorophosphate, respectively, which are con-

densation agents. TFA is trifluoroacetic acid.
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3. Results

3.1 Synthesis and pH sensitivity of the carboxy-terminal
dendrimers bearing Phe

Different kinds of hydrophobic carboxy-terminal PAMAM den-
drimers were synthesized, as shown in Fig. 1, to compare the
pH-sensitive properties and the association properties of T cells
and their subsets. Previously, PAMAM-CHex-Phe was applied to
a delivery into lymph node-resident immune cells."* PAMAM-
CHex-Phe was synthesized, as shown in Fig. 2A.> Anhydride of
CHex was reacted with the PAMAM dendrimer of generation 4
(G4) prior to the reaction of benzyl ester of Phe (Phe-OBzl). The
reaction order of Phe and CHex was changed to produce
PAMAM-Phe-CHex (Fig. 2B). Amino-terminal protected Phe
(Boc-Phe) was first reacted with the PAMAM dendrimer of
G4." After the deprotection by trifluoroacetic acid (TFA), anhy-
dride of CHex was reacted to produce PAMAM-Phe-CHex.
PAMAM-Suc-Phe, PAMAM-CHex-Phe, and PAMAM-Phe-Suc
were already synthesized in our previous reports.”® PAMAM-
Suc-Leu and PAMAM-CHex-Leu, were also synthesized in the
same synthetic procedure by replacing Phe with Leu. The
synthesized dendrimers were characterized by 'H NMR ana-
lyses (Fig. S1-S3 (ESIT), respectively). The bound numbers of
Suc and Leu were evaluated using the integral ratios of the
signals at 2.4 ppm and 4.2 ppm, respectively, to that of the
PAMAM signal in the spectra of PAMAM-Suc-Leu (Fig. S1, ESIT).
Since the Suc signal was overlapped with the dendrimer signal,
the integral ratio of Suc was calculated by subtracting that of
the dendrimer signal. The bound numbers of CHex, Leu, and
Phe were evaluated using the integral ratios of the signals at
1.1-1.9 ppm, 0.9 ppm, and 4.2-4.4 ppm, respectively, to those at
2.2-2.4 ppm derived from PAMAM, in the spectra of PAMAM-
CHex-Leu and PAMAM-Phe-CHex (Fig. S2 and S3, ESIt). The
synthesized dendrimers are listed in Table 1. Almost all the
terminal groups of the dendrimer were modified with dicar-
boxylic acids and amino acids. Each dendrimer was labeled
with a green fluorescent dye, FITC, for the detection of the cell-
associated dendrimers. The synthetic procedure was also
shown in our previous report.'* As listed in Table 1, three to
nine FITC molecules were conjugated to the dendrimer. The
hydrophobicity indices, log P values, of the terminal groups in
PAMAM-Suc-Phe, PAMAM-Suc-Leu, PAMAM-CHex-Phe, and
PAMAM-CHex-Leu were calculated as —0.27, —0.71, 1.2, and
0.76, respectively. The logP values of PAMAM-Phe-CHex

Table 1 Summary of carboxy-terminal dendrimers used in this study

Bound number

Dendri-mer Suc/CHex Phe/Leu FITC logP*  Turbid®
PAMAM-Suc-Phe 64 64 7.4 —0.27 pH4
PAMAM-Suc-Leu 64 64 6.7 -0.71 ND°
PAMAM-CHex-Phe 64 64 6.9 1.2 <pH6
PAMAM-CHex-Leu 64 64 9.1 0.76 ND¢
PAMAM-Phe-Suc 57 56 3.2 —-0.27 pH5
PAMAM-Phe-CHex 64 64 3.9 1.2 <pH7

“ Calculated log P of the dendrimer terminal group using ChemDraw
software. ” Transmittance became less than 20%. ° Not determined.
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and PAMAM-Phe-Suc were the same as those of PAMAM-
CHex-Phe and PAMAM-Suc-Phe, respectively (Table 1). Thus,
PAMAM-CHex-Phe and PAMAM-Phe-CHex were the most hydro-
phobic ones among them.

Our previous reports indicate that PAMAM-Suc-Phe,
PAMAM-CHex-Phe, and PAMAM-Phe-Suc have efficient pH-
and temperature-responsive properties, but Leu/Ile-conjugated
dendrimers do not show any significant stimuli-responsive
properties.*® The carboxy-terminal Phe-bearing dendrimers
were soluble under an alkaline condition. However, they were
turbid in acidic pH (Fig. S4, ESI{). PAMAM-Suc-Phe and
PAMAM-Phe-Suc were turbid below pH 4 and pH 5, respectively.
The solution of PAMAM-Phe-Suc, which has both UCST- and
LCST-type thermosensitive properties at different pHs, became
clear below pH 4.” PAMAM-CHex-Phe and PAMAM-Phe-CHex
were turbid below pH 6 and pH 7, respectively (Fig. S4, ESIT).
Since PAMAM-CHex-Phe and PAMAM-Phe-CHex are more
hydrophobic compared with the other ones, the carboxylate
ions in these dendrimers were protonated at higher pH.® Also,
the Phe-terminal dendrimers, PAMAM-Suc-Phe and PAMAM-
CHex-Phe, responded to lower pH than the CHex/Suc-terminal
dendrimers, PAMAM-Phe-Suc, and PAMAM-Phe-CHex. This is
because the pKa of the carboxy group in Phe is 2.2, which is
lower than that of carboxylic acid compounds.

3.2 Association of the carboxy-terminal dendrimers bearing
Phe with T cells

The association of the synthesized six kinds of dendrimers with
T cells was examined. The splenocytes were collected from mice
and incubated with FITC-labeled dendrimers. T cells were
immunostained with CD3-PE, and the association of each
dendrimer with T cells was examined using FACS. The
dendrimer-derived green FITC signal in the CD3-positive
(CD3+) cells was examined. Fig. 3 shows that PAMAM-CHex-
Phe and PAMAM-Phe-CHex were efficiently associated with
T cells, but the other ones were not. Thus, the combination
of CHex and Phe in the dendrimer is important for the
association with T cells. Selectivity of the cell association is
also important in DDS. Fig. S5 (ESIT) shows the cell distribution
of CD3-PE-stained splenocytes, which were associated with
PAMAM-Phe-CHex and PAMAM-CHex-Phe, in the FACS

none
PAMAM-Suc-Phe
PAMAM-CHex-Phe
PAMAM-Suc-Leu
PAMAM-CHex-Leu
=~ PAMAM-Phe-Suc
= PAMAM-Phe-CHex

Cell count

FITC
Fig. 3 FACS histograms of the CD3+ T cells at 37 °C.
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CD3+ T cells under different conditions. *Higher and p < 0.05 vs. PAMAM-
CHex-Phe at 4 °C. **Higher and p < 0.05 vs. each normal condition.

analysis. FITC signal was detected from both CD3-PE-stiained
and unstained cells, suggesting that these dendrimers asso-
ciated with not only T cells but also other cells. The same
experiment was performed at 4 °C, and the mean fluorescence
intensities were compared to those at 37 °C. Fig. 4 shows that
the fluorescence intensity of all the dendrimers was lower at
4 °C than at 37 °C. This suggests that these dendrimers enter
into cells via endocytosis. The fluorescence intensities of
PAMAM-CHex-Phe and PAMAM-Phe-CHex were relatively high
even at 4 °C compared with the other ones. This suggests that
some portions of these dendrimers may be adhered to the cell
surface due to hydrophobic interactions. Next, we investigated
the association of each dendrimer with T cells at pH 6.5. The
mean fluorescence intensities of some dendrimers increased at
PH 6.5. Especially, PAMAM-Phe-CHex significantly increased
(Fig. 4). The solution containing PAMAM-Phe-CHex became
turbid below pH 7, but that containing PAMAM-CHex-Phe did

DAPI

FITC (dendrimer)

Fig. 5 Confocal microscopic images of Jurkat cells associated with (A) PAMAM-CHex-Phe and (

This journal is © The Royal Society of Chemistry 2022
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not (Table 1). These suggested that PAMAM-Phe-CHex was
assembled at around pH 6.5 via hydrophobic interaction.
Enhanced hydrophobicity below pH 7 can promote the T cell
association. Since the microenvironments of tumor tissues are
known to be weakly acidic (pH 6.3-6.9),> pH-sensitive proper-
ties are useful for the selective association with T cells in and
around tumor tissues.

3.3 Association of the carboxy-terminal dendrimers bearing
Phe with Jurkat cells and other cells

Our results showed that PAMAM-Phe-CHex and PAMAM-CHex-
Phe were associated with CD3-PE-stained T cells. Since there
are various immune cells including T cells in splenocytes, we
used Jurkat cells, human T cell leukemia cells, as a model of T
cells in order to further investigate the association of these
dendrimers with T cells. Fig. S6a (ESIt) shows that PAMAM-
CHex-Phe was efficiently associated with Jurkat cells, but
PAMAM-Phe-CHex was not. The fluorescence intensity was
lower at 4 °C than at 37 °C, which was consistent with the
results using splenocyte-derived T cells. This suggests that
these dendrimers enter into cells via endocytosis. But, the
pH-sensitive behavior was different: The mean fluorescence
intensity of PAMAM-CHex-Phe much increased at acidic pH,
but that of PAMAM-Phe-CHex did not. It is possible that the
association mechanism of these dendrimers with Jurkat cells
may be different from murine splenocytes. Confocal micro-
scopic observations were made to confirm the internalization
of these dendrimers into T cells. Fig. 5 shows that both
dendrimers were observed inside Jurkat cells as dotted struc-
tures, indicating that both dendrimers were internalized into T
cells via endocytosis. Interestingly, most of these spots did not
co-localize with Lysotracker (Fig. S7, ESIT). This suggests that

Lysotracker

Merge

) PAMAM-Phe-CHex.
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these dendrimers possibly inhibited the maturation from endo-
somes to lysosomes. It was reported that an amino-terminal
PAMAM dendrimer inhibited the maturation to lysosomes,*”
consistent with our results. The association of these dendri-
mers with Jurkat cells was examined in the presence of free Phe
to investigate the effect of Phe to the association. Fig. S8 (ESIY)
shows that the dendrimer association slightly increased with
increasing Phe up to 100 pM and then decreased at 200 uM.
These suggest that free Phe has both positive and negative
effects in the association of the dendrimer. The negative effect
is the suppression of Phe-based association of the dendrimer. It
is known that the self-assembled structures of Phe enhance the
association with the cell membrane and the membrane perme-
ability in PKU.” Thus, free Phe possibly assist the association of
the dendrimer with cells, which is a possible positive effect.
Further investigation is necessary to elucidate the mechanism
of the cellular uptake.

Next, the association of these dendrimers with RAW264 cells
(macrophage-like cells) and 4T1 cells (breast tumor cells) was
examined to investigate the cell binding specificity of these
dendrimers to T cells. Fig. S6b and c¢ (ESIt) show that both
dendrimers were also associated with RAW264 cells and 4T1
cells. The fluorescence intensity of these dendrimers was lower
at 4 °C than at 37 °C, suggesting that these dendrimers were
internalized into these cells via endocytosis like splenocyte-
derived T cells and Jurkat cells. The fluorescence intensity of
PAMAM-Phe-CHex increased at low pH, but PAMAM-CHex-Phe
did not, which was similar to splenocyte-derived T cells.
Because the experimental conditions of these adhesive cells
were different from floating splenocytes and Jurkat cells, the
direct comparison of the amount of the cell-associated dendri-
mer was difficult. Further investigation and improvement are
required for the selective delivery of the dendrimers into T cells.

3.4 Association of PAMAM-Phe-CHex and PAMAM-CHex-Phe
with T cell subsets

Fig. 4 shows that PAMAM-Phe-CHex and PAMAM-CHex-Phe
have the ability of pH-sensitive delivery into T cells. T cells
are classified into CD4-positive (CD4+) helper T cells and CD8-
positive (CD8+) killer T cells, whose functions are different. We
examined the delivery of these dendrimers to these T cell
subsets after double staining with CD3-PE (yellow) and CD4-
APC or CD8a-APC (red). The green fluorescence signals of each
dendrimer in CD3+CD4+ and CD3+CD8+ cells were examined
using FACS. Fig. 6 shows that the associations of PAMAM-CHex-
Phe and PAMAM-Phe-CHex with CD3+CD4+ and CD3+CD8+
cells were similar, indicating that both dendrimers interacted
with both the helper and killer T cells. At 4 °C, the associations
of both dendrimers with these T cell subsets significantly
decreased, indicating that both dendrimers were internalized
into helper and killer T cells via endocytosis. At pH 6.5, the
associations of both dendrimers with the CD3+CD4+ and
CD3+CD8+ cells increased. More PAMAM-Phe-CHex was asso-
ciated with these T cell subsets at pH 6.5 than PAMAM-CHex-
Phe, which is similar to the results shown in Fig. 4. Thus,
PAMAM-Phe-CHex and PAMAM-CHex-Phe have a delivery
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potential into helper T cells and killer T cells in a pH-
sensitive manner, and PAMAM-Phe-CHex is more useful for
pH-sensitive delivery to these T cell subsets in and around
tumor tissues.

3.5 Association of PAMAM-Phe-CHex and PAMAM-CHex-Phe
with activated T cells

Our results indicated that the associations of both PAMAM-
CHex-Phe and PAMAM-Phe-CHex with T cells and their subsets
increased at pH 6.5, which is the pH of tumor microenviron-
ments. The function of T cells is known to change under acidic
conditions.® CD69 is a marker of activated T cells. Con. A is
often used as an activator of T cells to upregulate CD69
expression.'® After the incubation of the splenocytes at
pH 6.5 and/or in the presence of Con. A, they were immunos-
tained with CD3-PE and CD69-APC prior to the FACS analysis.
Fig. S9 (ESIt) shows that the Con. A-untreated T cells did not
express CD69 even at pH 6.5. And, CD69 was expressed in T
cells after the treatment of Con. A. regardless of the adjustment
to pH 6.5. This indicates that T cells are not activated at pH 6.5.

The association of PAMAM-Phe-CHex and PAMAM-CHex-
Phe with the nonactivated T cells (CD3+CD69-cells) and the
activated T cells (CD3+CD69+ cells) was compared. Fig. 7 shows
that the mean fluorescence intensities of the dendrimers
associated with the activated T cells were higher than those
of the dendrimers with nonactivated T cells, suggesting that
these dendrimers can be more efficiently associated with
activated T cells than with nonactivated T cells. The fluores-
cence intensity of PAMAM-Phe-CHex in both the nonactivated
and activated T cells increased at pH 6.5, suggesting that this is
most effectively associated with activated T cells at pH 6.5. Our
results suggest that the association of these dendrimers can be
controlled using pH and T cell activation.

4. Discussion

In this study, we synthesized six carboxy-terminal dendrimers
with hydrophobic amino acids (Phe and Leu) and acid
anhydrides (Suc and CHex) in different reaction orders to

This journal is © The Royal Society of Chemistry 2022
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compare their pH-responsive properties and their association
with T cells and their subsets. The dendrimers bearing CHex
and Phe, PAMAM-Phe-CHex and PAMAM-CHex-Phe, showed a
higher association with splenocyte-derived T cells than with the
other ones. These dendrimers had the highest log P values in
this study (Table 1), indicating that they are the most hydro-
phobic ones. This suggests that the hydrophobic effect signifi-
cantly influences the association of dendrimers with immune
cells. We attempted to elucidate the internalization mechanism
of these dendrimers with T cells. As shown in Fig. S8 (ESIY), the
association of dendrimer with Jurkat cells was slightly
enhanced by the addition of Phe. Because the self-assembled
structure of Phe enhanced the cell membrane permeability,” it
is possible that Phe aggregates at the dendrimer surface directly
interacted with the cell membranes. The adhesion of the
dendrimers to the liposomes as a cell membrane model was
investigated (Table S1, ESIt). The adsorption (%) of PAMAM-
Phe-CHex and PAMAM-CHex-Phe to liposomes was calculated
as 55% and 2%, respectively. This suggested that PAMAM-Phe-
CHex possibly interacted with the cell membranes at the
surfaces of the T cells and their subsets. Fig. S4 (ESIt) shows
that the solubility of PAMAM-Phe-CHex was lower than that of
PAMAM-CHex-Phe even at neutral pH, which supports the
results of the interaction of PAMAM-Phe-CHex with the lipo-
some. Our confocal microscopic analysis indicates that these
dendrimers were internalized into the T cells via endocytosis
(Fig. 5). Interestingly, these dendrimers were rarely co-localized
with lysotracker after the internalization (Fig. S7, ESIt). Further
investigation is necessary.

The targeted delivery is important for DDS. Fig. S5 and S6
(ESIt) indicate that our dendrimers were not associated with
T cells selectively. Since T cells are classified into various
subsets with different functions, the targeted delivery into
specific T cell subsets is also important. Both PAMAM-Phe-
CHex and PAMAM-CHex-Phe were associated with CD4+ helper
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T cells as well as CD8+ killer T cells. These dendrimers showed
pH-responsive properties, as shown in Fig. S4 (ESIt). Especially,
the solubility of PAMAM-Phe-CHex was drastically changed
from a physiological pH of 7.4 to pH 6.5 because of the
coacervation. Although the coacervation did not occur at the
low dendrimer concentration, the dendrimer surface may
become hydrophobic. Thus, the association of PAMAM-Phe-
CHex with T cells and their subsets improved at pH 6.5 (Fig. 4, 6
and 7). Acidic pH is one of the factors of tumor microenviron-
ments. pH-sensitive properties are useful for selective delivery
into cells in and around tumor tissues. Although the acidic pH
did not activate T cells, as shown in Fig. S9 (ESIt), the activated
T cells were more associated with these dendrimers than with
the nonactivated T cells (Fig. 7). The combination of our system
with T cell activators might also be useful for the selective
delivery to targeted T cells.

We think that our dendrimers are useful for cancer immu-
notherapy, based on the pH-responsive properties. Activation of
lymph node-resident helper T cells and killer T cells as well as
suppression of regulatory T cells localized in tumor tissues are
necessary in cancer immunotherapy. Our previous reports
indicate that anionic terminal dendrimers, including
PAMAM-CHex-Phe, are highly accumulated in the lymph node
and lymph node-resident T cells."*'* It is known that small
nanoparticles of less than 70 kDa are necessary for the dis-
tribution in the lymph node.'® The molecular weight of our
dendrimers is less than 40 kDa, which is useful for the delivery
into lymph node-resident T cells. This study shows that our
dendrimers have the potential for direct delivery to various
T cells especially at low pH, that is, around tumor cells. Because
dendrimers can load various compounds such as peptides,
drugs, and imaging agents, it is expected that these dendrimers
are a possible carrier for pH-sensitive delivery to metastatic
tumor cell-localized lymph node-resident T cells.

5. Conclusion

In this study, we constructed pH-sensitive delivery systems to
T cells and their subsets by using carboxy-terminal dendrimers
bearing Phe and hydrophobic acid anhydride, such as PAMAM-
CHex-Phe and PAMAM-Phe-CHex. The dendrimers with Suc
and Leu were not efficiently associated with T cells, indicating
the importance of the combination of CHex and Phe for the
association with T cells. These dendrimers were more effi-
ciently associated with CD3+ T cells at pH 6.5, which is
observed in tumor microenvironments. This suggests that
these dendrimers, especially PAMAM-Phe-CHex, are useful for
delivery to T cells around and in tumors. Also, these dendri-
mers were associated with CD4+ helper T cells and CD8+ killer
T cells at a similar level, suggesting that both cell types are
possible dendrimer targets. These dendrimers were associated
with the activated CD69+ T cells more efficiently. This is the
first report on the direct delivery into T cells using pH-sensitive
DDS, as far as we know. Our findings are important for the
development of nanoplatforms for direct delivery to T cells to
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control the functions of T cells, which play key roles in cancer
immunotherapy.
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