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Structural distortions such as cation off-centering are frustrated in the pyrochlore structure due to
the triangular arrangement of cations on the pyrochlore lattice. This geometric constraint inhibits a
transition from a paraelectric to a ferroelectric phase in the majority of pyrochlore oxide materials. Few
pyrochlore materials can overcome this frustration and exhibit polar crystal structures, and unraveling
the origin of such leads to the understanding of polarity in complex materials. Herein we hypothesize
that frustration on the pyrochlore lattice can be relieved through A-site doping with rare earth cations
that do not possess stereochemically active lone pairs. To assess if frustration is relieved, we have
analyzed cation off-centering in various Bi, ,RE,Ti,O; (RE =Y, Ho) pyrochlores through neutron and
X-ray total scattering. Motivated by known distortions from the pyrochlore literature, we present our
findings that most samples show local distortions similar to the B-cristobalite structure. We additionally
comment on the complexity of factors that play a role in the structural behavior, including cation size,
bond valence, electronic structure, and magnetoelectric interactions. We posit that the addition of
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magnetic cations on the pyrochlore lattice may play a role in an extension of the real-space correlation
length of electric dipoles in the Bi-Ho series, and offer considerations for driving long-range polarity on
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1 Introduction

The study of polar materials for electronic applications has
been dominated by oxides that crystallize in the perovskite
structure." Oxides with this structure demonstrate high tem-
perature stability, ease of preparation, and versatility of
chemical substitution on the cation sites. Literature on the
perovskite structure is vast and mechanisms that control its
polarity are well understood;** as such, it is also understood
that the most efficient and highest performing perovskites are
lead (Pb)-based, due to the Pb cation’s lone pair stereochemical
activity, which often enhances the second order Jahn-Teller
(SOJT) activity of other cations in the system.” Pb-based

“ Bates College Department of Chemistry and Biochemistry, Bates College,

Lewiston, ME, USA. E-mail: glaurita@bates.edu
b National Synchrotron Light Source-II, Brookhaven National Laboratory, Upton,

NY, USA
1 Electronic supplementary information (ESI) available: Details of synthesis
temperatures, refined crystallographic data tables at 300 K and 2 K, local fits of
the NDPF data against the best two structural models, joint fits of the XPDF and
NPDF data at 100 K, boxcar fits of the Y** = 1.0, 2.0 and Ho*" = 1.5, 2.0, highlight
of the 442 reflection in the synchrotron diffraction data for the RE = Y*". See DOIL:
https://doi.org/10.1039/d2tc01328b

13886 | J. Mater. Chem. C, 2022, 10, 13886-13895

perovskite structures are currently found in many electronic
devices for a variety of applications that are ubiquitous
throughout many fields, from electronics to medical fields to
military applications.® This presents a clear problem through
Pb’s known toxicity and subsequent regulations,”® guiding
motivation for a new class of lead-free materials with similar
or better efficiencies than the highest performing perovskites
available.

The pyrochlore structure A,B,0O, is importantly similar to the
perovskite structure in its high diversity of possible cation substi-
tutes, ease of preparation, and high temperature stability.” This
structure plays a role in properties of wide variety, including
superconductivity,'® metal-to-insulator transitions,'"* and ferro-
electricity.”* ™ As such, study into Pb-free pyrochlores may provide
alternate materials for similar applications as the Pb-based perovs-
kites, allowing for the phase-out of Pb-containing components.

Similar to the perovskite structure, the pyrochlore structure
has two types of cations, defined as A and B. However, the more
complex pyrochlore structure has two crystallographically dis-
tinct oxygen sites, and the formula is often written as A,B,0,0’
to indicate this. The structure consists of two interpenetrating
corner-shared metal oxide networks of A,O’ chains and
B,Os corner-shared octahedra.’ Due to the three-dimensional
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triangular lattice of the interpenetrating cation networks, geo-
metric frustration occurs with cation off-centering and electrical
dipoles are unable to align coherently over long length scales.
While this behavior is desirable for high dielectric constant
materials,”® the lack of correlated displacements prevents piezo-
or ferroelectric behavior. Combined SOJT distortion effects
between the A-site s> and B-site d° cations play an important role
in the long-range polarity in perovskites materials, and would
suggest this might lead to long range polarity in pyrochlores, but
geometric frustration tends to dominate and the cubic Fd3m
structure is often maintained crystallographically down to low
temperatures.

The arrangement of cations on the triangular pyrochlore
lattice leads to a wealth of interesting physical phenomena
influenced by geometric frustration. Coherent off-centering of
the A-site cation can be frustrated on the rigid pyrochlore
lattice, preventing the ferroelectric-paraelectric phase transi-
tion in the majority of pyrochlore oxide materials. A few
pyrochlore materials overcome this frustration and exhibit
ferroelectricity, such as the highly studied Cd,Nb,O, and
related compounds,®' > Ho,Ti,0,,>* and epitaxially strained
La,Zr,0,."” While there are only a few examples of crystal-
lographically polar pyrochlores, there are many stable composi-
tions that have cations which possess the electronic
configurations necessary to promote structural distortions.
Therefore, it is crucial to study these materials on a local and
crystallographic scale to assess the existence of local distor-
tions, which can then be further probed in an effort to realize
long-range polarity.

Bi,Ti,0; in particular holds high promise for long range
polarity, as it is chemically analogous to the prototypical ferro-
electric perovskite PbTiO3, containing both lone pair- and SOJT-
active cations. Additionally, DFT calculations indicate that
there are lattice instabilities present in this structure that are
consistent with a ferroelectric ground state, and the reason it
exhibits as a frustrated structure is the propensity for disorder
on the pyrochlore lattice.>® In the ideal pyrochlore structure the
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A-site cation is found on the fixed 16¢c Wyckoff site; however, in
Bi,Ti, 0, studies find that the Bi cation is statically off-centered
towards the TiOg octahedra into one of the variable 96-fold
Wyckoff sites.”®° Due to the aforementioned geometric frus-
tration, cation off-centering leads to a charge-ice arrangement
at lower temperatures instead of a coherent, polar phase.*’
Thus, the triangular octahedral arrangement of the lone pair
cation A = Bi*" inhibits the material from achieving long-range
polarity.

In an attempt to alleviate geometric frustration and achieve
long-range polarity, herein we study the intricacies of the
pyrochlore structure through stoichiometric substitution of
rare earth cations onto the A-site of Bi,Ti,O,. Smaller rare earth
cations like yttrium and holmium are appropriate substitu-
tions, as they have no associated lone pair and crystallize in the
pyrochlore structure when B = Ti**.>*** To approach our ques-
tion, we have analyzed the local structure and the correlation
length of cation off-centering in the substituted pyrochlores
Bi,_,RE,Ti,O, (RE = Y*" and Ho*") through neutron and X-ray
total scattering to assess the local and average cation off-
centering over various length scales. We find that all pyro-
chlores studied herein are locally distorted beyond the cubic
crystallographic structure, and the correlation length is the
longest in the sample with the smallest Ho®* substitution. This
work contributes towards our understanding of the origin of
structural distortions in pyrochlore materials, which steps us
closer to being able to induce polarity in this promising class of
materials.

2 Experimental
2.1 Sample preparation and characterization

All samples were prepared by direct reaction of relevant oxide
powders (Bi, 03, 99.999%, Alfa Aesar; TiO,, 99.995%, Alfa Aesar;
Y,03, 99.995%, Alfa Aesar; Ho,03, 99.995%, STREM Chemi-
cals). Powders were ground with a mortar and pestle, pressed
into pellets, and placed in alumina crucibles. All samples were
heated at 600 °C to prevent volatilization of bismuth, then heated
for 72 hours to final temperatures between 1050-1200 °C. Samples
with higher bismuth content were heated to the lower tempera-
tures, while samples with less or no bismuth content were heated
to the higher temperatures, and details on the heating for each
sample can be found in the ESL{ Samples were reground and
re-pressed between any subsequent heatings.

Initial sample characterization was performed at Bates
College with a Rigaku Miniflex-II to verify phase purity. Samples
were further characterized by high resolution synchrotron
powder X-ray scattering data obtained from the 11-BM-B beam-
line at Argonne National Laboratory’s Advanced Photon Source
(7= 0.412682 A) and the Pair-Distribution Function (PDF) beamline
at the National Synchrotron Light Source II (NSLS-I) (4 = 0.1671 A).
Powders were loaded into kapton capillaries for X-ray scattering
experiments. Powder neutron scattering data were collected from
the Spallation Neutron Source’s NOMAD diffractometer at Oak
Ridge National Laboratory. Powders were loaded into vanadium
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cans, with data collected at 2 K and 300 K. The reciprocal-space
data were analyzed using the Rietveld method through GSAS I1.**
X-ray PDF data were obtained using the program PDFgetX3* with a
Omax = 22 A™. Neutron PDF data were obtained utilizing the
Mantid software framework®®?” with a Q.. between 29 and
31.4 A~ Q.ax values were chosen to balance between resolution
and termination ripples in the reduced data for each sample. Least-
squares refinement of PDF data was performed using PDFGUL>®
Crystal structures were visualized using the VESTA software suite.*
Conversions between the high-symmetry Fd3m and low-symmetry
subgroups were performed using the Bilbao Crystallographic
Server.***>

3 Results

Previous crystallographic analysis on the stoichiometric end
members Y,Ti,O,,* Bi,Ti,0,,** and Ho,Ti,0,** indicate the cubic
Fd3m structure at room temperature. After successfully synthesiz-
ing compounds in the Bi, ,RE,Ti,O, (RE = Y** [x = 0.5, 1.0, and
2.0], HO®" [x = 0.5, 1.5, and 2.0]) series, average structural analysis
against neutron and X-ray scattering indicates the Fd3m structure
is a good description of the data at room temperature and 2 K,
with R,, values at or less than 10% for all samples. A summary of
the refined variables from the joint neutron and X-ray Rietveld
analysis can be found in the ESI} Tables S1 and S2. As illustrated
in Fig. 1a top panel, the samples all follow a linear decreasing
trend with rare earth substitution. This follows Vegard’s Law and
given the ionic radii of each cation (Bi** =1.17 A, Y*' = 1.019 A, and
Ho®* =1.015 A in an 8-coordinate site’>*®) indicates a solid
solution can be formed between the various end members.

View Article Online
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Various site occupancy refinements were attempted, and there
was no evidence of bismuth deficiency or antisite defects of Ti on
the A-site. The refinements indicated for all samples that the
A-site cation is best modeled with anisotropic atomic displace-
ment parameters (ADPs, modeled as U,; or Uis,), and the Uy; term
increases with increasing bismuth content (Fig. 1a middle panel).
Elevated ADPs on the A-site were accompanied by elevated
isotropic ADPs on the O’ site (Fig. 1a bottom panel). An attempt
to model the O’ ADPs anisotropically was conducted, but the
refined values remained isotropic. The shape of the displacement
ellipsoids can be found in Fig. 1b, illustrating the pancake-like
displacements of the A-site cation perpendicular to the A-O’ bond.
Enlarged ADPs on both the A and O’ site indicate a large amount
of structural disorder in the form of atomic off-centering from the
ideal site, and because these enlarged values persist at low
temperatures, the disorder is likely static rather than dynamic.
Joint Rietveld analysis of our samples against the Fd3m
space group indicates that this model may not completely
describe the structure, from both the elevated ADPs and some-
what high Ry, values. This hints at underlying disorder, which
may be better described on a local scale. Thus to further
understand this disorder, local structural analysis through
the neutron pair distribution function (NPDF) was performed
on the samples at 300 K and 2 K. NPDF has the advantage of
amplifying oxygen scattering and providing contrast between
the A-site cations and Ti (due to its negative scattering length)
and can provide insight into the local bonding environment of
the cations. Results of the refined ADPs from fits against the
Fd3m model over 1-6 A and fits from the highest and lowest
Y-substituted samples are shown in Fig. 2. It can be observed
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Fig. 1 (a) Summary of parameters from the Rietveld refinements (neutron, NOMAD, SNS; X-ray, 11BM, APS) against the cubic Fd3m structure: lattice
parameter (top), A-site Uyy (middle), and O’ site U;so as a function of x in series Bi,_,RE,Ti>O5. (b) Visualization of the cubic pyrochlore structure with
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content indicate increasing disorder with decreasing RE content. (b) Fits to the x = 0.5 and 2.0 sample in Bi,_,Y,Ti,O, against the crystallographic Fd3m

structure (NPDF, NOMAD, SNS).

that the ADPs for all atoms in the system increase with
increasing bismuth content, with a noticeable increase in the
Uiso Of Ti*" in the Ho**/Y*" = 0.5 samples. Upon substitution
with RE cations, the ADPs of the Ti*" decrease significantly, but
are still within the physically reasonable range between
0.001-0.004 A% The difference curves, shown in pink in
Fig. 2b, reveal areas of the PDF that are not well described by
the Fd3m structure. While the Y*'= 2.0 sample is generally
better fit by the average structure, there are still areas of
significant deviation indicated by the difference curve, such
as between 3 and 4 A at 300 K. This suggests the local structure
of each sample can be described through lower symmetry
models that better describe the distortions than as disordered
about the ideal crystallographic sites.

To investigate the nature of the cation disorder in the
samples, various split-site models can be employed that lower
the site symmetry of the atoms while retaining the Fd3m space
group. Off-centering of the A-site cation into the 96 g and the O’
cation in the 32 e site (a variable site between the 16 d and 8 b
sites) has been described and reported in Bi,Ti,0,,°°***" and
these two split-site models were compared to the disordered
16 d model for each sample. The split-site models improve the
fit to the data (indicated by lower R,, values, illustrated in
Fig. 3), particularly with higher bismuth content. All yttrium
samples at both temperatures show the lowest R,, values with
the A-site cation modeled in the 96 g position at 300 K and 2 K.
All holmium samples at 2 K are better modeled with A = in the
96 g site and O’ = in the 32 e, as well as with the highest
bismuth content at 300 K. However, the disordered 16 d model
better describes the samples with higher holmium content at
300 K. While the split-sites more accurately model our struc-
ture, correlations are not fully captured, particularly in the

This journal is © The Royal Society of Chemistry 2022

samples with the highest bismuth content. Additionally, the
holmium samples show elevated R,, values across the series in
comparison to the yttrium samples, suggesting lower symmetry
models may more appropriately describe the local structure of
each sample.

Fd3m is one of the highest-symmetry space groups (no. 227),
and as such, there is the potential for various symmetry-
lowering distortions that can be derived from group-subgroup
relationships. Lowering the symmetry to F43m allows for in/out
ordering of the O’ site, and was successfully used to model the
O’/vacancy ordering in the pyrochlore Pb,Ru,Og 5, allowing for
long range correlation of the lone pairs associated with Pb**.*®
However, our diffraction analysis does not indicate the
presence of O’ site vacancies. To model in/out ordering of the
cations, space group symmetry was lowered to P43m, which
allows for two positions of the A (and B) site metals, and can be
used to model and in/out ordering of either cation site. Alter-
native to the in/out model is distortions similar to that found in
the B-cristobalite structure, which has been suggested for a
variety of pyrochlores including Bi,Ti,0,.>>*° The B-cristobalite
P4;2,2 (enantiomer to P4,2,2) is the highest symmetry space
group that allows for the cation tetrahedra to rotate in all three
directions while only having one symmetrically equivalent
A (and B) cation site. We additionally considered the Ima2
space group that is the reported ferroelectric structure of
Cd,Nb,0,.2'72%3%%1 However, our analysis with this space
group resulted in a large number correlated parameters and
large errors on refined variables, indicating that is an unrea-
listic model and thus is not presented in our comparison.

To compare potential local distortions in our pyrochlore
samples, NPDF data for each sample was fit from 1.5-6 A
against three candidate models: the best-fitting cubic model

J. Mater. Chem. C, 2022, 10, 13886-13895 | 13889
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Fig. 3 (a) Various crystallographic sites in the split-site models for the
A cation and O'. Note the 32 e site is a variable site between the 8 b (in red)
and 16 d (in grey) sites. R, as a function of x in Bi,_,RE,Ti,O7 for (b) RE = Y
and (c) RE = Ho (NPDF, NOMAD, SNS).

from analysis presented in Fig. 3, the in/out P43m structure,
and the B-cristobalite P4;2,2 structure. The R, values as a
function of yttrium and holmium content at 300 and 2 K are
presented in Fig. 4. It can be seen that for nearly all samples a
lower symmetry structure provides the lowest Ry, value and thus
better description of the structure. A summary of the best
fitting space group and corresponding R, values for each
sample can be found in Table 1 and the corresponding fits of
the best two candidate models can be found in the ESI, Fig. S1.

While neutron scattering has the benefit of amplifying
oxygen scattering and providing contrast between the A-site
cations and Ti, many of the stronger oxygen correlations
obscure some of the near-neighbor interactions between the

13890 | J. Mater. Chem. C, 2022, 10, 13886-13895
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Fig. 4 (a) Distortions of the A-site cations in the various structural models.
R as a function of x in Bi,_, RE, Ti>O- for (b) RE = Y and (c) RE = Ho (NPDF,
NOMAD, SNS).

cations in the system. To investigate the M-M correlations in
the highest-Bi content samples, joint fits of the neutron and
X-ray PDFs were performed against the candidate models over a
range of 1-6 A, illustrated in the ESIf Fig. S2. It can be seen
that the cristobalite model continues to be the best description
of the neutron data, but the fits to the X-ray data are variable
and not as conclusive based on the models. This suggests that

This journal is © The Royal Society of Chemistry 2022
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Table 1 Best fitting space group models and corresponding R,, values at
300 K and 2 K for samples in the Bi,_,RE,Ti>O; series (NPDF, NOMAD, SNS)

RE, Yo.5 Y, Y, Hog5 Ho, 5 Ho,

300 K P4;2,2  P4;2,2  P4;2,2  P4;2,2  Pi3m P4;2,2
Ry 9.0% 11.1%  12.3%  19.8%  15.4%  17.9%
2K P4;2.2  Pi3m Fd3m P4;2.2 — P4;2,2
): 8.8% 16.7%  11.1%  10.3%  — 24.0%

the data may better be fit through independently treating the
TiOe and A-O’ networks, or that a large-box modeling approach
that incorporates additional local data such as XAFS or Raman
may be needed to fully describe the distortions. This is outside
of the scope of the current manuscript, but even so, it can be
concluded that of the models considered, the cristobalite type
distortion best describes the local structure of these two
samples.

To understand the length of real-space correlation of the
locally distorted models, box-car fits of the NPDF data were
performed for each sample against the structures obtained
from the local fits. Box-car fits are performed at a set increment
(in our case over 5 A) with an increasing 7, and rpay (0-5 A,
5-10 A, etc.). The R,, values for Ho*'/Y*" = 0.5 as a function of
max €an be found in Fig. 5, and the corresponding plots for the
other samples in the ESI,} Fig. S3 and S4. It can be seen that for
most samples the cubic structure becomes the best model past
5 A; however, in the Ho®" = 0.5 sample, the structure is still best
described by the B-cristobalite P4;2,2 structure at 10 A (with an
R,, values that is 4% lower than the other two models), indicat-
ing the correlation between off-centered cations persists farther
in real-space than in the other samples.

4 Discussion

There is a wealth of literature surrounding the analysis of
Bi,Ti,0, Y,Ti,0,, and Ho,Ti,0, and understanding the beha-
vior of the end members can provide important context for the
observed behavior of the solid solutions. Detailed X-ray** and
neutron?®® studies on stoichiometric Bi,Ti,O, indicate move-
ment of the Bi cation into the 96 g or 96 £ site and the O’ anion
off of its ideal 8 b site to the variable 32 e site, which is
corroborated by our observations that the split-site cubic
models result in a better fit for all samples, most significantly
in the samples with the highest bismuth content. The neutron
study additionally reported a cristobalite-type distortion of the
Bi-O' network, showing evidence that there was some degree of
near-neighbor Bi-Bi ordering, with a preference for 180 degree
alignment. This work revealed a cooperative cristobalite-type
correlation of the O’Bi, tetrahedral sub-network through the
rotation of these units. Our current work suggests that this
cristobalite-type distortion is maintained at room temperature
across the Bi-Y solid solution, but there may be a rearrange-
ment of A-site cation local ordering upon cooling when the
yttrium content increases to x = 1 and above. We also see a
cristobalite distortion at room and low temperature for the
lowest holmium content in the Bi-Ho solid solution, but the

This journal is © The Royal Society of Chemistry 2022

View Article Online

Journal of Materials Chemistry C

Fd3m (#227) P43m (#215) P4,2,2 (#96)
L T=300K ¢ PA3m

< 60}~ -
=L A
o 40 & i
,./g' i —t) .-
20;2-""“.”“ | | 1—-
70| T=2K o
60 — o —
< 50 .‘.'é ............. A o_|
=l W—
0| g & _
207 _
104 g | i ] i 1]
5 10 15 20
Foae (A)

Fig. 5 (a) Distortions of the A-site cations in the various structural models.
Rw as a function of box-car rmax for (b) BiysYosTioO; at 300 and 2 K and
(c) BipsHog 5TioO7 at 300 and 2 K (NPDF, NOMAD, SNS).

room temperature data indicates a preference for in/out order-
ing or complete disorder (modeled by the cubic structure) with
increasing holmium content.

In addition to the magnitude of the ADPs, the shape of the
ellipsoids from crystallographic analysis can provide insight
into the nature of the underlying disorder. Pancake-like
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ellipsoids suggest movement of cations perpendicular to the
A-O’ bond, which indicates tetrahedral sub-unit rotation/tilting
as seen in the cristobalite structure versus in/out ordering,
which would be evidenced by rod-like ellipsoids on the tetra-
hedral vertices of the O’A, sub-units. Closer examination of the
diffraction data supports this finding as well. The appearance
of the 442 reflection suggests static B-cristobalite disorder due
to A or B cation displacements, and is not an allowed peak in
the symmetric cubic structure with the cations on the ideal 16 d
and 16 ¢ sites.*® Our RE = Y*>* samples at 300 K show a weak
reflection in the 442 position of the synchrotron data (shown in
the ESL Fig. S5), indicating displacements consistent with the
local cristobalite observations. However, these reflections,
while assigned intensity, are not strong enough to influence
the overall fit metrics of the diffraction data, and Rietveld fits
against the P4;2,2 space group did not yield significant statis-
tical improvements in the fits. Therefore, it is likely that the
long range structure of Y,Ti,O, (and the other Y-substituted
samples) has cristobalite distortions that average out to be very
small distortions from the ideal positions in the Fd3m structure
at room temperature.

The large amount of structural disorder due to lone-pair
effects is further evidenced in the physical properties of pyro-
chlore materials. Previous specific heat measurements on
A,Ti,0; (A = Bi, Y) pyrochlores show elevated values at lower
temperatures when the A-site cation is the lone-pair-bearing
Bi’**, suggesting static disorder that is not present in the Y>*
analog.”

Spectroscopic studies provide ample evidence for local
distortions on both the TiOg and Bi-O’ networks in Bi,Ti,0-,
and further suggests the influence of the two networks on each
other, corroborated with previous vibrational studies of other
rare earth titanate pyrochlore.”® A combination of Raman and
IR spectroscopy reveals several Bi-O stretching and Bi-O’-Bi
bending motions, combined to suggest a large amount of
displacive disorder on both the Bi and O’ site. These works
provided additional evidence of Ti displacements through the
observation of Ti-O stretching modes, and suggests this can be
found in several rare earth titanates with increasing frequency
as the radius of the A-site cation decreases. We do see an
elevated Uy, for Ti*" in the most local fits of all samples, which
decreases upon cooling, suggesting there is local dynamic
disorder of Ti*" at room temperature. Together, this supports
our observations of a locally distorted structure for all of our
samples, regardless of the presence of a lone pair cation. This
may additionally explain why Ho®*, which is slightly smaller
than Y*>* (and much smaller than Bi*") exhibits a more distorted
local environment that persists to longer correlation lengths in
the Ho*" = 0.5 sample.

Ho,Ti,0; has garnered a significant amount of attention
due to the unpaired f-electrons associated with the Ho®" cation.
This has been a large area of interest in terms of magnetic
phenomena, particularly given the frustrated nature of the
spins on the pyrochlore lattice that gives rise to spin ice
behavior at lower temperatures. In addition to magnetic pro-
perties, this material has been investigated as a multiferroic
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given the potential for the interaction of magnetic (associated
with Ho®) and electrical (associated with the SOJT Ti**) dipoles.
Previous work on single crystals®® and powders** of Ho,Ti,0O,
indicated an observed ferroelectric transition with a small
polarization at approximately 23 K. Previous structural work
has indicated that the was no observable change from cubic
symmetry through the transition, and pose that the nature of
the structural distortion through the observed ferroelectric
transition is related to local disorder on both oxygen sites,>®
which they supported with the observation of O’- A-O’ and
0O-A-O bending modes through IR spectroscopy in other
pyrochlores.”””® It should be noted that this structural study
was performed with X-ray radiation, which is not as sensitive to
oxygen positions, but the work provides valuable information
on the evolution of the lattice parameters upon cooling. Further
work on the existence of ferroelectric transitions in Ho,Ti,O5
report that a first ferroelectric transition around 60 K (poly-
crystalline) to 28 K (single crystal) are structural in origin,>
while a second transition at 23 K (polycrystalline) is due to the
magnetic nature of the material.>* Raman studies on Ho,Ti,0,
and related titanate pyrochlores® indicate distortions in the
TiOe network through the observations of O-Ti-O bending and
Ti-O stretching, showing distortions in this material are pri-
marily related to the Ti cation and the variable 48 f oxygen
position. In the Fd3m structure the O 48 f position x = 0.3125 for
a perfect octahedron around the Ti cation. This value is greater
than 0.32 for all of our samples (See ESI,i Tables S1 and S2),
indicating distorted TiOg octahedra. It has been suggested that
the local electrical dipole in Ho,Ti,0; is related to the existence
of a magnetic monopole that arises due to the spin ice nature of
the material.®® Several studies have emerged that investigate
the role of the magnetic spins on structural distor-
tions,>**>%1"** and it is clear that this relationship plays an
important role in the lower local symmetry observed in
Ho,Ti,0.

Recent work by Trump et al. suggests that local distortions
are inherent to all pyrochlores,®® and is driven by the ionic
radius ratio of the A/B cations. This study focuses primarily on
zirconate pyrochlores, and suggests that a f-cristobalite local
structure is adopted to accommodate for overbonding of the
A site cation. The cristobalite structure results in octahedral
rotation versus bond elongation or compression, and this
motion satisfies valence of the A-site cation when in a com-
pressed environment. A bond valence argument has also been
presented in the context of Bi,Ti,0,,°® suggesting that the
underbonded nature of Bi*" in the 16 d site is the primary
driver of lone pair driven off-centering of the Bi*" perpendicular
to the A-O’ bond. For our samples, the Ho and Y end members
are overbonded (bond valence sums, BVS, between 3.04 and
3.07), and this overbonding increases upon cooling. This sup-
ports the need for octahedral rotations enabled by the cristo-
balite structure to relieve this overbonding. All of our bismuth-
containing samples have underbonded A-site cations (BVS
between 2.63 and 2.97), and while the BVS still increases with
cooling, these samples remain underbonded. This supports our
observations of bismuth off-centering, and the observation of
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locally distorted sites. The driving force for distortion varies
across the solid solution (overbonding in the pure Y and Ho
samples that prompts octahedral twisting, underbonding in the
Bi samples that drives lone-pair enabled off-centering), but
nonetheless results in local distortions for all samples.

If we consider the existing literature together, we can begin
to understand the nature of the distortions in our two solid
solutions. Starting with the work by Trump et al.,*® we can
make an assumption that all pyrochlores should have an
underlying local distortion, which we do indeed see locally
for most samples. It should be noted that we chose three test
case models for the nature of the local distortions, and in
several cases the relatively high R,, s (above 10% in the NPDF
fits) suggest that the local symmetry is even lower than our
chosen models, and this is further supported by the difficulty of
describing the joint XPDF and NDPF with these models. We can
think about the drivers of structural distortions in terms of the
three end members of our solid solutions: Y,Ti,O, is the
simplest, which in addition to the underlying distortion has a
SOJT active Ti** cation on the B site; Ho,Ti,O, has both of these
drivers, with an additional magnetoelectric factor that can drive
distortions; Bi,Ti,O, has the combined SOJT nature of Ti*" and
the lone pair associated with Bi**. With this in mind, we can
begin to explain the observations from Fig. 4 and Table 1: with
increasing Bi*" content, local distortions are more prevalent,
and are better described by the P432,2 cristobalite model. The
only sample that is best described locally by the cubic model is
the one with the fewest drivers for distortion (Y,Ti,0;), and it
should be noted that the Ry, value is larger than 10%, indicating
that a different structural model than those considered here
would be a better structural description. The nature of the
distortions changes with Bi** content, and in general, samples
with the highest Bi** content favor the cristobalite model,
whereas middle and low-bismuth compositions tend to favor
the P43m in/out model. This is particularly true in the holmium
samples, which may be more strongly influenced by the local
ordering of magnetic dipoles on the triangular pyrochlore
lattice. This magnetoelectric influence may also play a role on
the observed correlation length behavior: while all samples in
the Bi-Y series become much better described by the cubic
models past an 7., of 5 A, the holmium-containing samples
show a longer correlation length (up to 10 A) for Bi; sHo, 5Ti,O;
and much closer R,, values for the in/out and cubic models at
all length scales (see ESIL,T Fig. S3 and S4). While the drivers for
atomic displacements mostly lead to frustration that quickly
averages out to a cubic disordered mid- and long-range struc-
ture, the influence of magnetic dipoles on the lattice coupled to
electric dipoles may play a role manipulating long-range pol-
arity on the pyrochlore lattice.

5 Conclusions

Here we present detailed structural analysis based on neutron
and X-ray total scattering for samples in the series Bi, yRE,-
Ti,0, (RE = Y**, Ho®*) at room temperature and 2 K. This work
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helps elucidate the nature of local distortions as a function of
the A-site cation at these two discreet temperatures, and
analysis of any transition states between these temperatures
will provide a more complete picture of the structural evolution
upon cooling. With this in mind, our group has recently
performed a series of X-ray scattering measurements of these
and related samples, and a detailed analysis of various X-ray
techniques on titanate pyrochlores is a subject of a forthcoming
manuscript.

The structural behavior of pyrochlores is considerably
complex, as the structure is prone to underlying distortions
and site disorder. The known SOJT and lone-pair drivers of
ferroelectric distortions in perovskite materials lead to frustra-
tion in favor of a correlated polar phase in most pyrochlores,
but the addition of magnetic dipoles to the lattice may help
stabilize the correlation of electronic dipoles. While this does
not account for the ferroelectric behavior observed in the
highly-studied Cd,Nb,O, pyrochlore, this offers an additional
factor to include in the search for polar pyrochlore materials.
Our work illustrates the complex interplay between size, bond
valence, electronic, and magnetoelectric contributions to struc-
tural distortions on the pyrochlore lattice, and offers insight
into real-space-dependent correlations across various pyro-
chlore compositions. This contributes to the broader literature
of pyrochlore materials towards the realization of new polar
pyrochlore materials.
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