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Quinolone antibiotics such as norfloxacin (NFX) are widely used to treat many bacterial infections, but
antibiotic residues in water and food will worsen the pathogenesis of resistant bacteria, and long-term
use of antibiotics leads to drug resistance. Hence, we designed and synthesized the composite of green
carbon dots and UiO-66 (g-CDs@UiO-66) as a fluorescent sensing material by integrating carbon dots,
which are rich in hydroxyl and carboxyl groups, into the zirconium-based metal—organic framework
UiO-66 through the solvothermal method. This composite possesses the excellent optical properties of
g-CDs and the selective response and the enrichment of UiO-66 to the target analytes, which can be
applied to the detection of norfloxacin in milk and pork samples. The results prove that g-CDs@UiO-66
shows a good performance in the detection of norfloxacin with a limit of detection (LOD = 0.082 uM) in
the linear range of 1-8 uM. Further research indicates that the presence of strong hydrogen bonds
between g-CDs@UiO-66 and norfloxacin is the main reason for the fluorescence enhancement, and
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Introduction

Norfloxacin (NFX) is one of the third-generation quinolone
antibiotics known as fluoroquinolones (FQs), which have been
applied widely to the treatment of clinical infection and as
antibacterial drugs due to its positive effects such as the
inhibition of cellular DNA cyclase, inhibition of DNA replication,
the killing of bacteria and the treatment of skin infections.">
However, antibiotics are considered to be a new environmental
contaminant due to their persistence in the natural environment
and injury to organisms. For instance, the continued intake of
antibiotics by humans can lead to other human health problems
such as weakened immunity, allergic reactions, hereditary dis-
eases, and the occurrence of cancer. Until now, a number of
methods have been developed for the determination of NFX
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and environmental safety inspection.

residues, such as liquid chromatography with fluorescent
detection,® sequential injection analysis,” high-performance
liquid chromatography,” capillary electrophoresis,® and electro-
chemical analysis.” Among them, liquid chromatography with
fluorescent detection can achieve good sensitivity, but the pre-
treatment step required is time-consuming and the equipment is
expensive. Capillary electrophoresis enables microdetection, but
the reproducibility and sensitivity of the separation are poor. In
addition, electrochemical detection offers a wide range of con-
centrations but poor selectivity. It is essential to develop a fast,
efficient, sensitive, and specific detection technique for the
detection of antibiotics in food samples.®

Metal-organic frameworks (MOFs), are porous materials
composed of metal ions/clusters and organic linkers, which have
been widely used in gas storage and separation,’ catalysis,'*"*
drug delivery,'* luminescent sensing'*'* and other fields owing
to its characteristics of high specific surface area and controllable
surface engineering. Within this large family, zirconium-based
MOFs represented by UiO-66 (UiO = University of Oslo) have the
advantages of high coordination, high thermal stability, a large
specific surface area, and low toxicity, promoting Zr-MOFs into
the field of inspection applications to remove various contami-
nants in wastewater."> Due to their modularity, functionality,
high sensitivity, and specificity for target analyte detection, MOFs

This journal is © The Royal Society of Chemistry 2022
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are rapidly developing as fluorescent sensor materials."®"”
By combining pre-designed multi-tooth organic coupling agents
with an appropriate selection of metal ions, or by adding suitable
emission-detection molecules, the fluorescence and sensing
properties of MOFs can be adjusted in various ways. For instance,
the fluorescence intensity, quantum efficiency, and stability of
the metal framework of MOFs can be improved by introducing
n-conjugated rigid organic binders.'®

Over the past decade, fluorescence-based sensors have
attracted wide attention for their high sensitivity, simple opera-
tion, and rapid response times. There have also been many
reports focusing on fluorescent sensing properties based on
MOFs, especially in indirect fluorescence detection, because
MOFs have the following obvious advantages: (i) MOFs can
selectively adsorb target analytes to improve the detection
sensitivity; (ii) MOFs have developed active metal sites and
Lewis sites that can facilitate binding to analytes to improve
their detection selectivity; and (iii) the fluorescence properties
of MOFs can be easily adjusted by utilizing the different origins
of the MOF’s luminescence center.'® Most importantly, non-
fluorescent substances can be detected by adding a second or
third substance to produce indirect fluorescence properties,
which significantly expands the type of analyte. MOFs are
widely used as sensors, but their fluorescence performance is
primarily derived from lanthanide-based metal ions and
complex organic binders, which makes them difficult to pre-
pare. In order to overcome this problem, host-guest assembly
methods have been rapidly developed in which the fluorescent
guest species is encapsulated into the cavities of the metal
framework material to prepare metal-organic frame composite
materials.">?® The adjustable pore size and ultra-high specific
surface area make MOFs an excellent substrate for encapsulat-
ing a wide range of guest substances, such as carbon dots,
fluorescent dyes, and various quantum dots.'® As a promising
new class of carbon nanomaterials, carbon dots are widely used
in various fields such as catalysis, sensing, and bioimaging
due to their excellent photoluminescence properties.>' >
Compared with conventional phosphors, such as fluorescent
dyestuffs and nanocrystals, CDs have the advantages of
good biocompatibility, easy synthesis and functionalization,
excellent water solubility, and chemical stability (photo-
bleaching resistance).>**® In this work, the g-CDs@UiO-66
composite material with an excellent optical performance was
constructed. The synthesized g-CDs@UiO-66 simultaneously
inherits the luminescence performance of g-CDs and UiO-66,
and exhibits good structural stability and fluorescence stability
in aqueous solution. Based on the luminescence behavior of
2-CDs@UiO-66, norfloxacin in milk and pork can be analyzed
with high selectivity using the prepared g-CDs@UiO-66 as
a fluorescent probe, showing a detection limit as low as
(0.082 pM). Furthermore, we clarify that the existence of strong
hydrogen bonds is the main reason for the fluorescence-
enhancement phenomenon. As a result, the proposed fluores-
cent sensing materials show an excellent detection performance
against norfloxacin, providing a new research platform for
norfloxacin sensing.

This journal is © The Royal Society of Chemistry 2022
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Experimental
Materials

All reagents were purchased from Macklin Biochemical Tech-
nology Ltd. (Shanghai, China).

Characterization

A Hitachi F-7000 fluorescence spectrophotometer was used for
fluorescence measurements. UV-Vis spectra were collected
using a Shimadzu UV-2550 spectrofluorometer. The surface
morphology of the samples was observed using a field emission
scanning electron microscope (SEM; EVO MA 15). Transmission
electron microscopy (TEM) images were obtained using an FEI
Talos F200s electron microscope. Fourier transform infrared
(FT-IR) spectra were obtained using a Thermo Fisher (Nicolet
IS10) spectrometer. X-Ray photoelectron spectroscopy (XPS)
spectra were obtained using an X-ray photoelectron spectro-
meter (Thermo Scientific K-Alpha').

Synthesis of green carbon dots (g-CDs)

First, 250 mg of riboflavin was dissolved in 40 mL of anhydrous
ethanol and sonicated for 20 min.*® The solution was trans-
ferred to an autoclave lined with PTFE and reacted for 10 h at
180 °C. After being cooled to room temperature, the solid
impurities were removed via filtration through a 0.22 um filter
membrane and dialyzed at room temperature for 12 h (M,, =
1000 Da). Finally, the sample was obtained after freeze-drying.

Synthesis of UiO-66

UiO-66 was synthesized with modifications reported in the
literature.””*® First, zirconium tetrachloride (70 mg) and benzoic
acid (2.0 g) were dissolved in 8 mL DMF and sonicated for
10 minutes. The mixed solution was transferred to an oil bath
and reacted for 1 h at 100 °C. After cooling to room temperature,
52 mg p-phthalic acid (PTA) and 52 pL trifluoroacetic acid (TFA)
were added and reacted for 48 h at 120 °C, and the mixture was
allowed to cool naturally to room temperature. The precipitate
formed was centrifuged and washed several times with anhy-
drous ethanol and water. Later on, the obtained materials were
dried for 12 h at 80 °C and finally calcined at 200 °C for 2 h using
a mulffle furnace.

Synthesis of the green carbon dots@UiO-66 (g-CDs@UiO-
66) composite

300 mg of UiO-66 powder was dispersed in 10 mL green carbon
dots solution and stirred for 12 h at 60 °C. The green precipitate
was collected via centrifugation at 10 000 rpm for 10 min, and a
green powder was obtained by drying at 80 °C for 12 h.

Selectivity of norfloxacin

All fluorescence measurements were carried out using the same
method: g-CDs@UiO-66 was dispersed in DI water to obtain a
stock solution (4 mg mL ™). 300 pL (4 mg mL ™) g-CDs@UiO-66
solution was added dropwise to 1 mL of PBS buffer at pH = 7.4
and reacted at ambient temperature for 10 min. A standard
solution of 200 pL of different drug molecules was mixed with
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the above mixture, incubated for 30 min, and fluorescence
measurements were performed. The fluorescence emission
spectrum was obtained at an excitation wavelength of 380 nm.

Application in real milk and pork samples

In practical applications, the feasibility and reliability of the
carbon dot composite sensor were investigated, and milk and
pork acquired at the South China Agricultural University super-
market were used as actual samples. Milk samples were pre-
treated according to conventional reports,?® 10 mL of milk was
added to an admixture of methyl cyanide and distilled water
(V/V = 4:1). The mixture was shaken manually for 3 min,
followed by centrifugation at 10 000 rpm for 10 min to remove
the protein precipitate and the resulting supernatant was
diluted 10-fold. PBS buffer (pH = 7.4) and norfloxacin were
added to the above milk solution to obtain a milk sample to be
measured. The pork sample was also prepared as above.

Results and discussion
Characterization of g-CDs, UiO-66 and g-CDs@UiO-66

To confirm the successful synthesis of UiO-66, the structure of
UiO-66 was characterized using powder X-ray diffraction (XRD).
As displayed in Fig. S1 (ESIt), the XRD patterns of UiO-66
coincided with the simulated peaks of UiO-66, demonstrating
that the synthesis of UiO-66 was successful.’® Scheme 1 depicts
the synthesis process of the g-CDs@UiO-66 composite, in which
the g-CDs@UiO-66 was prepared directly by incorporating g-CDs
into the UiO-66 structure. Due to the abundant groups on the
surface of the g-CDs, they are able to interact with the carboxyl
group (COOH) on the surface of NFX, increasing the ability of
the fluorescent material to detect norfloxacin.?" When the g-CDs
are compounded with UiO-66, the g-CDs@UiO-66 composite is
rich in carboxyl and hydroxyl groups, forming strong hydrogen
bonds with norfloxacin, resulting in an enhanced emission
intensity.

To demonstrate the successful preparation of the g-CDs@UiO-
66 composite material, characterization of the morphology of the
materials was carried out vig transmission electron microscopy
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(TEM) and scanning electron microscope (SEM). As depicted in
Fig. 1a, g-CDs are spherical and well dispersed with a broad
grain-size range of 1.5-3.5 nm (Fig. 1b). It can be seen from the
HRTEM images that the g-CDs have distinct lattice fringes with a
lattice spacing of 0.21 nm (Fig. 1c), the g-CDs@UiO-66 composite
material has a crystal structure with a lattice spacing of 0.21 nm,
and 0.31 nm, which may be due to the (100) plane of graphite®?
and the (110) crystal plane of UiO-66, confirming the successful
implantation of g-CDs into the UiO-66. The SEM images of UiO-
66 shown in Fig. S2 (ESIt) exhibit regular ortho-octahedra with
sizes in the range of 600-900 nm. After adding g-CDs, the surface
morphology does not change but becomes relatively rough.*
Moreover, the surface charge of the g-CDs and UiO-66 was
examined by measuring the Zeta potential, which was —8.2 mV
and +21.9 mV, respectively (Fig. S3, ESIt). Thus, it is safe to
conclude that the synthesis of g-CDs and UiO-66 is linked in part
via electrostatic interactions.*’

To further clarify the chemical structure of CD-based com-
posite materials, FT-IR, XRD, and XPS of the g-CDs, UiO-66, and
¢-CDs@UiO-66 composite material were carried out. Fig. 2a
shows the XRD patterns of g-CDs@UiO-66 and its components.
When g-CDs were compounded with UiO-66, the positions of
the characteristic peaks of UiO-66 did not change obviously,
which confirmed that the doping of g-CDs did not affect the
original structure and crystallinity of UiO-66.>* 1t is likely that
the low concentration of g-CDs doped in the composite mate-
rial is responsible for the absence of g-CD peaks in the XRD
spectrum of the composite material. The bands and functional
groups of the particles were characterized via their FT-IR
spectrum (Fig. 2b). In comparison with g-CDs, the character-
istic peaks of UiO-66 are observed in the g-CDs@UiO-66 parti-
cles. The 1650 cm ' feature band of UiO-66 corresponds to the
C=0O0 stretching vibration of the carboxyl group and the O-C-O
asymmetric contraction vibration. The 1506 cm ™' band repre-
sents the typical framework oscillation of a benzene ring.*® The
658 cm ™! band is a Zr-O telescopic vibration throughout the
Ui0-66 unit.***” In comparison with the spectra of g-CDs and
UiO-66, the composite material has corresponding character-
istic peaks at 3450, 2985, 1580-1660, 1506, 1154, and 658 cm ™.

446 nm 530 nm 376 nm 530 nm
x o "f |
Q Hydrogen bond A
0L O\ P < N 432 nm
g-CDs Y BN
12 h O O
oQ©
(%)
UiO-66 g-CDs@UiO-66 g-CDs@UiO-66-NFX

Scheme 1 Schematic representation for the preparation of g-CDs@UiO-66 and its application in norfloxacin sensing.
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Fig. 1 (a) TEM and (c) HRTEM images of g-CDs. (b) Size distribution of the g-CDs. (d) HRTEM image of UiO-66. (e) TEM and (f and g) HRTEM images of

g-CDs@UiO-66. (h) SAED pattern of g-CDs@UIO-66.
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Fig. 2 (a) XRD patterns of the g-CDs (black line), UiO-66 (red line), and
g-CDs@UiO-66 (blue line). (b) FT-IR spectra of the g-CDs, UiO-66, and
g-CDs@UiO-66. (c) N, adsorption—desorption isotherms, and (d) pore
volume distributions of UiO-66 and g-CDs@UiO-66.

These bands were ascribed to O-H, C-H/—C-H, C—O/C—N,
C=C, C=0, and Zr-O stretching vibrations, respectively.*” All of
these characteristic peaks are found in g-CDs@UiO-66, which
presents strong proof of the presence of g-CDs and UiO-66 in
the g-CDs@UiO-66 composite. In addition, after adding g-CDs, the
C=N/C=0 and C-O peaks of the original UiO-66 are increased,
probably due to new bonds formed between the g-CDs and UiO-66.

Fig. 2c shows the N, adsorption and desorption isotherms. It
can be seen that both UiO-66 and g-CDs@UiO-66 are I-type

This journal is © The Royal Society of Chemistry 2022

isotherm curves, indicating the presence of microporosity. As
shown in Fig. 2d, g-CDs@UiO-66 still maintained the micro-
porous structure of UiO-66 upon doping with g-CDs. However,
since g-CDs occupy part of the pores, the volume of the pores
decreases a little.*® Similar results were observed for the Brunauer-
Emmett-Teller specific surface area (Table S1, ESIt). The specific
surface area of g-CDs@UiO-66 increased from 1035 m> g '
(Ui0-66) to 1343 m> g *,*° further proving that the synthesis of
¢-CDs@Ui0-66 is not entirely electrostatic and that the high
specific surface area provides a large adsorption site for NFX.

XPS spectra were further measured to investigate the
chemical composition of UiO-66 and g-CDs@UiO-66. In Fig. 3a,
the main elements appearing in the XPS spectrum of UiO-66 are
C, O, and Zr. Fig. 3b shows the C 1s spectrum of UiO-66. The
spectrum of C 1s comprises three individual component
peaks, which are C=0 (288.18 eV), C-O (285.88 eV), and C-C
(284.18 eV).*® The binding energy of C—0 was increased after
the addition of g-CDs compared with the original. This may be
due to the interaction between the organic binders during the
complexation of g-CDs with Ui0-66.>> The high-resolution
spectrum of O 1s presented two peaks at 531.48 eV and
533.08 eV in UiO-66, indicating the existence of different
chemical states of oxygen, respectively referred to adsorbed
oxygen (O,qs) and surface hydroxyl (Ooy).*® In addition, the
addition of g-CDs does not cause a shift in the O,q5 peak, but
the peaks of Ogy are red-shifted, meaning that the addition of
¢-CDs may affect the detection of norfloxacin.*®* The Zr 3d
spectrum of the g-CDs@UiO-66 composite has two peaks, at
182.18 eV and 184.48 eV, which can be ascribed to Zr 3ds,, and
Zr 3dg,, respectively.*’ This further proves that the doping of
¢-CDs is connected via chemical bonding.

J. Mater. Chem. C, 2022,10, 15508-15515 | 15511
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Fig. 3 (a) XPS spectra of UiO-66 (red line) and g-CDs@UiO-66 (blue line),
and high-resolution spectra of (b) C 1s, (c) O 1s, (d) Zr 3d.

Optical properties

The fluorescence characteristics of g-CDs, UiO-66, and g-CDs@
UiO-66 were further studied. As shown in Fig. 4a, only UiO-66
has a weak fluorescence intensity at 375 nm. g-CDs have a
strong fluorescence band at 536 nm (Fig. 4b). To further explore
the photometric properties of g-CDs@UiO-66, the UV-vis
absorption spectra and the photoluminescence spectra of
2-CDs in ethanol were studied. As displayed in Fig. 4b, the
ultraviolet absorption spectrum of g-CDs shows four obvious
absorption peaks, located at 217, 260, 350, and 447 nm, respectively,
representing the n — 7* transition of aromatic C—C bonds*>** and
the n — n* transition of the aromatic sp® system including
C=0." When g-CDs and UiO-66 are combined, the resulting
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Fig. 4 (a) Fluorescence spectra of UiO-66. (b) UV-vis absorption and FL
spectra of g-CDs in aqueous solution. The inset shows a photograph of
g-CDs under sunlight (Left) and UV light (Right). (c) FL spectra of
g-CDs@UiO-66. The inset shows a photograph of g-CDs@UiO-66 under
sunlight (Left) and UV light (Right). (d) g-CDs@UiO-66 emission spectra at
different excitation wavelengths.
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g-CDs@UiO-66 is pale yellow under visible light, but strongly
green under 365 nm UV light (inset Fig. 4c). The highest emission
at 530 nm can be obtained with excitation at 446 nm (Fig. 4c).
Furthermore, the emission spectra of g-CDs@UiO-66 under
different excitations (Fig. 4d) were recorded. The fluorescence
emission wavelength of g-CDs@UiO-66 is independent of the
excitation wavelength. This excellent photoluminescence perfor-
mance shows the potential of g-CDs@UiO-66 as a luminescent
sensing probe.

Sensing performance for norfloxacin

The detection of actual samples is also subject to selectivity,
which is a aspect that must be considered. The fluorescence
response of g-CDs@UiO-66 to different metal ions and repre-
sentative antibiotics (including Ca**, Na*, K*, Mg**, Fe*", Cu*",
glutamic acid, histidine, cysteine, tryptophan, amoxicillin,
ampicillin, erythromycin, chloramphenicol, tetracycline, and
norfloxacin) at concentrations of 10~* mol L™" was studied. As
displayed in Fig. 5a, the addition of norfloxacin increased its
fluorescence intensity (while the addition of other substances
had almost no influence on the fluorescence intensity).> Fig. 5b
shows the emission-intensity changes of the sensing probes in
the presence of representative antibiotics, heavy metal ions,
and acids as interfering substances. It can be seen that other
interfering substances do not affect the response when coexisting
with NFX. These results demonstrated that the effects of other
interferents were negligible and that g-CDs@UiO-66 showed good
selectivity for NFX.

Under the optimized experimental conditions (1., = 380 nm),
the sensitivity, linear response range, and detection limit of the
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Fig. 5 (a) Ratio of fluorescence intensity (F/Fo) for g-CDs@UiO-66 in the
presence of various antibiotics, metal ions, and amino acids. (F and Fq are
the fluorescence intensity at 432 nm in the presence and absence of
norfloxacin, respectively.) (b) Fluorescence intensity response (F/Fo) of
g-CDs@UiO-66 to norfloxacin in the presence of different interfering
substances (530 nm). (c) FL spectra of g-CDs@UiO-66 in different con-
centrations of norfloxacin. (d) Linear relationship between F43,/Fs30 and
NFX concentration.
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Fig. 6 Possible mechanism of interaction between g-CDs@UiO-66 and NFX.

2-CDs@Ui0O-66 sensing system were measured. By performing
FL enhanced titrations via adding g-CDs@UiO-66 to different
concentrations of norfloxacin aqueous solutions, it was found that
a dose-dependent interaction existed between the FL response
(F432/Fs30) and the norfloxacin concentration. The emission inten-
sity of g-CDs@UiO-66-NFX gradually increases as the norfloxacin
concentration is increased (Fig. 5c). The fluorescence ratio
(F432/Fs30) of norfloxacin in the concentration range of 1-8 uM
shows a good linear correlation with the concentration
(R* = 0.9934) (Fig. 5d). The detection limit (LOD) of norfloxacin
calculated from 3a/slope is 0.082 uM. Compared with other reported
methods of detecting norfloxacin,”>*” the g-CDs@UiO-66 sensing
system has a higher sensitivity to norfloxacin.

Possible fluorescence-enhancement mechanism of norfloxacin
and g-CDs@UiO-66

To better understand the enhancing effect of norfloxacin on the
luminescence of g-CDs@UiO-66, its possible fluorescence-
enhancement mechanism was researched. The mechanism of
fluorescence enhancement may be as follows. As depicted in
Fig. 2b, the composite surface is rich in hydroxyl groups and
carboxyl groups. On the one hand, the surface of NFX is rich in
C-F, C=0, C-N, and COOH groups. When NFX and g-CDs@
UiO-66 approach each other, they form strong hydrogen-bond
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Fig. 7
system with an NFX concentration of 10™* mol L™,
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interactions (Fig. 6).> Thus, the presence of strong hydrogen bonds
leads to fluorescence enhancement. On the other hand, the
electrostatic repulsion between the NFX adsorbed on the sur-
face of g-CDs@UiO-66 would increase the distance between the
g-CDs@UiO-66 particles, which would effectively separate the
g-CDs@UiO-66 particles from each other, and further reduce
the non-radiative decay.*® In addition, the attachment of NFX
could potentially vary the surface defects of g-CDs@UiO-66,
leading to an enhancement of the PL intensity.*’

A further study was conducted to understand the fluorescence-
enhancement phenomenon better. Firstly, g-CDs@UiO-66 can
form hydrogen bonds when mixed with substances including
C-F, C-OH, C-N, and COOH, resulting in the enhanced fluores-
cence intensity of g-CDs@Ui0O-66.>°° Secondly, the FT-IR spectrum
of g-CDs@UiO-66 after NFX immersion showed the vibration for
C-OH around 3370 cm™ " (Fig. 7a), which was red-shifted by 50 cm ™"
relative to the unsoaked g-CDs@UiO-66 (3420 cm ™~ *).>" Furthermore,
norfloxacin itself may be responsible for the enhanced fluorescence.
Fig. 7b shows that the g-CDs@UiO-66-NFX system had a higher
fluorescence intensity than the separate g-CDs@UiO-66 and NFX
systems. Moreover, the surface of g-CDs@UiO-66 is positively
charged (+5.8 mV), while the surface of NFX is negatively charged,
indicating a good electrostatic attraction between the g-CDs@UiO-66
composite and NFX.*® On the basis of the above discussions, it is
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(a) FT-IR spectra of g-CDs@UiO-66 before and after immersion in NFX, and (b) PL spectra of g-CDs@UiO-66, NFX and the g-CDs@UiO-66—-NFX
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Table 1 Determination of NFX content in real samples (n = 3)

Samples  Spiked (uM)  Found (uM)  Recovery (%)  RSD (%)
Milk 3 2.96 98.6 £ 1.5 1.5

6 6.03 100.5 £ 3.1 3.1
Pork 3 3.14 104.6 £ 3.2 3.2

6 5.85 97.5 £ 1.9 1.9

thought that the enhancement of fluorescence for g-CDs@UiO-66
may be due to the hydrogen-bonding action between g-CDs@UiO-66
and NFX.

Application in real samples

To demonstrate the feasibility of this fluorescent sensing
material for detecting NFX in actual samples, the recovery
was determined using the standard addition method.”” In the
recovery rate test of standard additions in the actual sample,
the recovery rate of the sample measurement was between
97.5-101.6% (Table 1). These results demonstrate the reliability
and accuracy of the fluorescent sensing material in detecting
actual samples.

Conclusions

In this work, a novel MOF-based g-CDs@UiO-66 composite was
prepared successfully via stirring. The fluorescent composite
not only maintains good fluorescence and structural stability in
aqueous solution but also shows the excellent optical proper-
ties of g-CDs and UiO-66, making it an excellent probe for the
fluorescence detection of norfloxacin. The fluorescent sensing
material has both the outstanding optical properties of the g-
CDs and the selective detection and clearance capability of UiO-
66 for the target analyte, which can be applied to the detection
of norfloxacin in milk and pork samples. In addition, the
synthesized g-CDs@UiO-66 nanoparticles, as a fluorescent sen-
sing material for the detection of norfloxacin, demonstrate
high sensitivity and specificity, where the detectability is as
low as 0.082 uM for the detection range of 1-8 uM. The results
of this study will help to promote the combination of carbon
dots and MOF, and provide a new avenue for the development
of carbon dot-metal-organic framework composite sensing
technologies in the field of pesticide residue detection in food
and the environment.
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