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We report the synthesis and characterization of a series of donor—
acceptor TADF emitters with a new architecture, where the donor
moiety and the dibenzazepine-based acceptor moiety are sepa-
rated by a phenylene linker in a V-shaped spatial arrangement. Such
spatial separation and electronic decoupling between the donor
and the acceptor moieties leads to low singlet-triplet energy gaps
and favors efficient exciton up-conversion.

Organic molecules demonstrating the thermally activated
delayed fluorescence (TADF)' phenomenon can theoretically
produce 100% internal quantum efficiency (IQE) giving rise to a
new class of emitters for OLED applications. Thanks to small
singlet-triplet energy gaps (AEsr < 0.2 €V), triplet excitons can
be transferred via reverse intersystem crossing (rISC)* to the
singlet excited state.®> A range of molecular design strategies
have been proposed in order to minimize HOMO-LUMO over-
lap and meet other fundamental prerequisites for TADF
emission.”” These often lead to rigid and planar m-electron
platforms having on one side fused electron-accepting moieties
(A) and on the other side twisted electron-donating units (D).
Accordingly, a considerable number of charge-transfer (CT)
chromophores based on carbazole decorated benzonitriles,"
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phenazines,® acenaphthenes” and their anthracene® counterparts,
benzene®'°/naphthalene’ monoimides, dibenzophenazines,'?
and numerous other small planar heterocyclic scaffolds'?® have
been synthesized to this end over last few years. Importantly, the
smaller the AEgr that can be reached, the more efficient the rISC
kinetics will be. Along this line, the design strategy based on rigid
n-electron emitters seems to be approaching its development
limits with AEgr often between 0.1-0.2 eV. New design strategies
are needed in order to obtain systems with near-zero AEgr values.
A potential solution to this challenge is the use of V-shaped
molecules with distant and almost non-communicating D-A units
which are here proposed as TADF emitters. Notably, V-shaped but
non-conjugated compounds have been solely used as host TADF
materials.™

Adopting a new design strategy, we recently demonstrated
that a nitrogen-doped polycyclic aromatic hydrocarbon (N-PAH)
scaffold incorporating dibenzazepine (see Fig. 1) can provide
the basis for efficient TADF emitters.'> We sought to utilise the
modular nature of this system, by releasing the structural
tension of the concave N-heterotriangulene to achieve a
V-shaped topology. The angled benzene ring protruding from
the dibenzazepine acceptor core can be functionalized with a
set of aromatic amine donors to potentially provide diverted
orientations of the HOMO and LUMO. This molecular
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Fig. 1 Detailed molecular strategy present at this work.

Chem. Commun., 2023, 59, 2815-2818 | 2815


https://orcid.org/0000-0003-3239-7914
https://orcid.org/0000-0002-5508-0533
https://orcid.org/0000-0002-5514-674X
http://crossmark.crossref.org/dialog/?doi=10.1039/d2cc06978d&domain=pdf&date_stamp=2023-02-15
https://doi.org/10.1039/d2cc06978d
https://doi.org/10.1039/d2cc06978d
https://rsc.li/chemcomm
http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d2cc06978d
https://pubs.rsc.org/en/journals/journal/CC
https://pubs.rsc.org/en/journals/journal/CC?issueid=CC059019

Open Access Article. Published on 07 February 2023. Downloaded on 3/12/2026 4:38:42 PM.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

Communication

architecture also helps prevent aggregation in the solid state,
which is a perennial problem with OLED emitters due to
aggregation-induced quenching. Using this strategy, we report
a new D-A molecular arrangement containing a phenazine
fused dibenzazepine (A), linked via a benzene spacer, to a
variety of aromatic amines (D) to provide V-shaped chromo-
phores which represents a new molecular design paradigm for
TADF organic emitters. The demonstrated approach provides
an unprecedentedly low AEgr thanks to through-space separa-
tion of the HOMO-LUMO levels, leading to yellow TADF OLED
emitters with appreciable EQE performance with highest value
found for 4c of up to 13.6%.

The title compounds 4a-d were assembled within four
scalable synthetic steps as depicted in Fig. 2a. The synthesis
started from the oxidation of commercially available
carbamazepine'® followed by the acid-catalyzed formation of
phenazine.'” Subsequently, a sequence of (chemoselective)
Buchwald-Hartwig aminations® were performed to first yield
intermediate 3 with the installed phenyl bridge and then the set
of four desired dyes 4a-d with D-n-A electronic structures.

The non-planar V-shaped conformation within the set of
obtained molecules was unambiguously confirmed by X-ray
crystallography of 4a,b and 4d (Fig. 2b). Analysis of their
structures obtained from single crystal diffraction showed that
the angle between the planes of segments, namely, dibenzaze-
pine and benzene bridge donors, was found to range from
110.6°/110.5° (4a/b) to 112.9° (4d), consistent with our antici-
pated topology. Interestingly, torsion angles between the ben-
zene and D units are not quite so uniform (85.9°% 90.1°; 85.6°
for 4a,b and 4d, respectively), which results in a different
packing behaviour of emitters in the crystal lattice (for detailed
intermolecular interplay see Fig. S11, ESI%).

The photophysical properties of compounds 4a-d were char-
acterized with a combination of spectroscopic and computational
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Fig. 2 (a) Synthetic route towards title compounds 4a-d; (b) Single X-ray
structure of the dyes 4a,b, and d.
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methods. For the sake of brevity, the detailed description of the
calculations is relegated to the ESL.f Here, we report only the
main results. The photoabsorption and steady-state fluores-
cence spectra of compounds 4a-d in dilute organic solutions
(c = 1.0 x 107> mol L") are shown in Fig. S6 (ESI%). All four
compounds show a prominent absorption band in the range of
approximately 380-420 nm. According to our electronic struc-
ture calculations, in compounds 4a, 4b, and 4d, this absorption
band originates mainly from a transition into a 'nn*-type excited
state that is localized on the acceptor moiety (A). In the case of
compound 4c, there is also another excited state that makes a
significant contribution to light absorption in this range,
namely a 'nn*-type state localized on the donor moiety (D).
Furthermore, the calculations also predict that all four com-
pounds possess donor-to-acceptor intramolecular charge trans-
fer (D — A ICT) states that lie close in energy to the low-lying
bright 'nn*-type states. Transitions from the ground state into
the D — A ICT states, however, have negligibly low oscillator
strengths, and as such, these states do not make a meaningful
contribution to light absorption. Accordingly, in the analysis of
fluorescence spectra (see below), we assumed that the fluores-
cence emission of each compound originates entirely from the
lowest 'n*-type state.

Moving on to the steady-state fluorescence emission spectra,
it can be seen that each of the four compounds exhibit a single
fluorescence band which is fairly insensitive to the solvent
polarity. Low photoluminescence quantum efficiencies (PLQY),
up to 29% for the phenoxazine derivative 4c in THF (Fig. S6,
ESI%), are also observed. The fact that compounds 4a-4d do not
exhibit significant solvatofluorochromism indicates that their
fluorescence emission originates from nonpolar excited states.
More specifically, calculations suggest that fluorescence emis-
sion occurs from the low-lying 'nn*-type state that is localized
on the acceptor moiety (A). Better emissive behaviour is
observed in the solid state, where the compounds were inves-
tigated in polymer Zeonex®™ 480r (cyclo olefin polymer) and
CBP (4,4'-bis(N-carbazolyl)-1,1’-biphenyl) hosts (Fig. S7, ESL).
Firstly, there is a visible impact of the host on the emission
position, where the emission in the CBP host is lower in energy
and has increased PLQY in comparison to the respective
solutions (Table 1 and Fig. S6, ESI%). Secondly, the emission
in the OLED host CBP when compared to polymer matrix
Zeonex, is red-shifted moderately by ~20 nm for 4a and 4c
and especially for 4b (~40 nm), which suggests a higher
contribution of the 'CT state (Fig. S7, ESIf). The opposite
happens for 4d which exibits a hypsochromic emission shift
on moving from Zeonex to CBP. Time-resolved photolumines-
cence analysis revealed the processes involved in the light
generation (Fig. 3 for CBP and Fig. S8 for Zeonex, ESI). At first
glance, the behaviour of the compounds 4a-d looks classical,
but there are several deviations to the expected behavior. If we
look at the compounds based on carbazole (4a) and phenox-
azine (4c), both behave in similar way in both matrices fluores-
cing from S; charge transfer states in a very short ns time
regime at both 10 K and 300 K (Fig. 3a,e and Fig. S8a,e, ESI}).
The impact of the temperature is observed only after very long

This journal is © The Royal Society of Chemistry 2023
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Table1 Summary of the general photophysical properties of compounds
4a-d

hem”, PLQY, DF/ 87 T, Ay,
Compound nm  Host % PF* eV eV eV
4a 513 Zeonex 12.1 32.36 2.43 2.43 0.00
4a 537 CBP 25.6 4.57 230 2.25 0.05
4b 504 Zeonex 6.6 17.00 2.46 2.53 —0.07
4b 543 CBP 23.2 2.02 231 219 0.12
4c 535 Zeonex 14.4 10.52 2.35 2.35 0.00
4c 556 CBP 34 198 2.24 221 0.03
ad 590 Zeonex 2.6 0.30 2.10 2.33 —-0.23
ad 571 CBP 10.5 0.56 2.25 239 —0.14

“ Photoluminescence maximum. ? Photoluminescence quantum yield.
¢ Delayed fluorescence (DF) to prompt fluorescence (PF) ratio in the
host. ? Singlet and triplet energy in host. Error + 0.03 eV. ¢ Singlet-
triplet energy splitting in Zeonex. Error + 0.05 eV.

delay times (ms scale), where at 10 K we observe a T; localized
emission in the form of phosphorescence (Fig. 3a,e and
Fig. S8a,e, ESIf). As temperatue is increased, the phosphores-
cence emission dissapears and again emission from the S; state
is observed for which the emission intensity continues to rise
with increasing temperature which is a direct observation of the
Delayed Fluorescence emission with Thermally Activated
(TADF) process (Fig. 3a,b,e,f and Fig. S8a,b,e,f, ESI). Together
with the AEgr gap being close to 0, we would expect a sharp
increase in the emission efficiency. Looking at Table 1 we see
the PLQY of compounds 4a and 4c are moderate, 12.1% 4a and
14.4% in Zeonex, and 25.6% and 34% in CBP, however, these
are measured in air so there is no triplet harvesting. If we take
into consideration the DF/PF values, to compare the overall
intensity of the Fluorescence and Delayed Fluorescence pro-
cesses, we could assume, after oxygen removal we should have
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maximal harvesting of the triplet state resulting in an increase
of the overall emission efficiency (Table 1). So even with the
theoretically low PLQY of the compounds, the actuall efficiency
would be significantly boosted by the TADF process. More
interesting behavior is observed for compounds 4b and 4d.
9,10-Dihydro-9,9-dimethylacridine (DMAC) derivatives usually
present strong TADF properties, which is also the case for 4b
but in the Zeoenex matrix, a small S-T gap inversion is observed
(based on energy of the emission peaks). Generally, it could be
assumed that this could be caused by overlap of a couple of
emission states and the actuall AEg; is around 0 eV (Fig. S8c,
ESI#). Nevertheless, a strong S-T gap inversion is observed for
compound 4d, which could also prove inversion in 4b possible
as well (Fig. 3g and Fig. S8g, ESI). The compound 4d, based on
an iminodibenzyl donor, behaves in unusual way, where the
phosphorescence emission from the triplet state lies at a higher
energy in compared to the lowest singlet state (fluorescence)
resulting in a negative S-T gap. Morover, we observe thermally
activated delayed fluorescence emission in both Zeonex and
CBP matrices (Fig. S8g, ESIf and Fig. 3g), which together with a
negative S-T gap should result in a faster rISC process and
decrease the delayed emission lifetime. Such behaviour is
actually observed, where for 4d the delayed fluorescence emis-
sion lifetime is one order magnitude faster than for the other
compounds (Fig. 3g and Table 1 and Fig. S3, ESIi) at around
2.6 us which is very important for OLED applications. This
suggests that the whole excitated state will participate in the
OLED emission, as usually long-lived excited states are
quenched by polarons.

As the final stage of the investigation, OLED devices based
on 4a-4d were prepared and analysed (Fig. 4). To prepare the
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Fig. 3 Time-Resolved Spectra of compounds 4a—d in CBP matrix (a, ¢, e and g), the energies correspond to the maximum emission peaks. Intensity vs

delay time measurement decays (b, d, f and h).
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Fig. 4 The characteristics of the OLED devices based on emitters 4a—d.
(a) Electroluminescence spectra. (b) EQE—-luminance characteristics.

proper structure the ionization potenatial (IP) and electron
affinity (EA) of the compounds are needed. The electrochemical
behavior of 4a-d in dichloromethane was investigated with
cyclic voltammetry (CV) (Fig. S9, ESI). All compounds exhib-
ited reversible oxidation process with the highest IP for the
carbazol derivative (4a) at around —5.53 eV. The reduction
process for all compounds is irreversible but no additional
products were formed sugesting rather low stability of the
carboanion. The electron affinity of the compounds is rather
similar at around —3.09 eV suggesting lack of impact of the
donor and good separation of the donor and acceptor and no
conjugation (Fig. S9, ESI}). With the knowledge of the IP/EA
energies, the following two OLED structures were deposited
using high-vacuum thermal evaporators, ITO/NPB (30 nm)/
TAPC (10 nm)/10% 4a-4d in CBP (25 nm)/TPBi (50 nm)/LiF
(1 nm)/Al (100 nm). The fabricated OLED devices and photo-
physical results were compared in order to evaluate emissive
pathways that boost the efficiency properties. In all of the OLED
devices we observed emission from the S; state with the
external quantum efficiency (EQE) above the theoretical max-
imum for only fluorescence emitters (>5%) (Fig. 4). The
electroluminescence spectra matched the delayed emission
obtained in the photophysical analysis of synthesized com-
pounds in CBP matrix and with the AEgy gap close to 0, proving
that the emission is associated with the TADF process. The
highest external quantum efficiency (EQE) of the OLEDs was
obtained with the phenoxazine based derivative 4c¢ (13.6%),
whereas the device with the inverted S-T gap 4d showed a lower
EQE of 7.7% (Fig. 4b and Fig. S12%). These EQE values may not
be as high as other reported TADF OLED devices, however, the
efficiency is one of the highest for negative AEsr emitters.
Moreover, if we look to the luminance, the highest value was
observed for the carbazole derivative (above 38000 cd m?),
nevertheless for the rest of the compounds the values are above
30000 cd m~> which is quite high, and prove proper device
structure and efficient recombination. The lower efficiency of
the device based on compound 4d is associated with non-
emissive recombination from the triplet state, and the DF/PF
value is rather low which suggests that at least in the photo-
excitated process, the energy from the triplet excited state is
lost. Similar behaviour was observed in our previous study,"’
however, in that case we didn’t observe a negative AEsy gap. In
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our current study, compound 4d exhibits better performance
suggesting the continued study of such derivaties could bring
promissing results in the future.

In summary, we have presented a new class of rationally
designed organic emitters with a V-shaped geometry. Features of
these chromophores significantly enhance their FMO overlap which
translates to very small AEgy values (<0.1 eV). Beyond appreciable
photoluminescence quantum yields (PLQYs) of up to 36% for the
phenoxazine containing emitter, the proposed arrangement con-
tributes significantly to efficient TADF emission. Building on this,
OLED devices were fabricated and the best-performing compound
in the series, bearing an electron-rich phenoxazine group, displayed
a very high efficiency of 13.6%. This work provides a new avenue for
emissive V-shaped organic materials in the future. Moreover,
increasing a strength of electron-accepting group is supposed to
contribute to elevated PLQY values which is currently under studies.
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