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Zero-dimensional Cu(I)-based organometallic
halide with green cluster-centred emission
for high resolution X-ray imaging screens†

Alaa M. Almushaikeh,a Hong Wang,ab Luis Gutiérrez-Arzaluz, a Jun Yin, c

Ren-Wu Huang,b Osman M. Bakr b and Omar F. Mohammed *ab

In this communication, we report a low-dimensional perovskite-

related structure based on Cu(I) organometallic halide with strong

green cluster-centred emission and near-unity photoluminescence

quantum yield. The 0D [Rb(18-crown-6)]2Cu4I6 was sucessfully

applied for X-ray imaging screens which exhibit high spatial resolu-

tion of 16.8 lp mm�1 and low detection limit of 458 nGy s�1.

Lead-free perovskites and their related structures have received
tremendous attention in recent years for their prodigious optoe-
lectronics properties.1,2 In particular, metal halide materials based
on Cu(I) are considered a promising class of materials due to their
low toxicity compared with lead, facile solution-based synthesis
and fabrication, low cost, and copper abundance compared with
rare-earth elements and noble materials; these characteristics
make the materials ideal for various applications.3–5 In addition,
the structural and optical properties of Cu(I)-based complexes are
diverse and can be altered by varying the organic component, the
reaction conditions, or the structural dimensionality of the
complexes.4,6 Among various Cu(I) structures, low-dimensional
Cu(I) complexes and clusters exhibit promising characteristics,
which are attributed to their perovskite-related structures. These
materials feature a polyhedral metallic component surrounded by
an organic component, resulting in a highly stable chemical
structure with high photoluminescence properties and low light
scattering due to the quantum confinement effect.4,6,7

X-ray imaging has attracted the attention of researchers
recently due to its modern, everyday life applications.2 Through
scintillators, X-ray photons are converted into visible or near-IR
light for imaging and detection purposes.1 Present-day com-
mercialized scintillators are based on bulk crystals such as
thallium-doped cesium iodide (CsI:Tl), cerium-doped lantha-
num bromide (LaBr3:Ce), and terbium-doped gadolinium oxy-
sulfide (Gd2O2S:Tb).8–10 These scintillators exhibit high light
yields, but they are inherently fragile, brittle and limited by
their high cost and tiring fabrication process, which limits their
utilization in many applications.1,11 Consequently, developing
scintillators with a low detection limit, high light yield, low
fabrication cost, facile scalability, and high resolution is
crucial.5 Recently, Cu(I) complexes have emerged as excellent
candidates for X-ray imaging scintillators due to their facile
synthesis process, excellent photoluminescence properties,
high stability, low cost, and high atomic number.3,6

Herein, we introduce a 0D Cu(I)-based organometallic halide
with a crown ether as the organic component, which is coordi-
nated with Rb+. The compound [Rb(18-crown-6)]2Cu4I6�acetone
consists of [Cu4I6]2� clusters isolated by the organic part
facilitating an enhanced PL performance to occur. Subse-
quently, the optical properties of the material were thoroughly
explored and characterized, where an asymmetric green broad-
band emission centred at 527 nm with near-unity PLQY was
observed. Optical properties measurements, along with density
functional theory (DFT) calculations, revealed that the source of
emission is the cluster centres (CC), which generate the broad-
band green emission upon UV or X-ray excitation (Fig. 1a). The
outstanding optical properties of the material, along with the
high atomic number of Cu, I, and Rb, motivated further
investigation of the material’s radioluminescence properties
under X-ray irradiation, as well as its performance as an X-ray
imaging screen.

The structure of an as-grown RCCI single crystal was deter-
mined by single-crystal X-ray diffraction (SCXRD) (Fig. S1, ESI†).
Fig. 1b shows the crystal structure of [Rb(18-crown-6)]2Cu4I6�
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acetone, which belongs to the orthorhombic space group Pnma.
The main crystallographic structure parameters are presented
in Table S1 (ESI†), and the crystallographic information file
(CIF) of single-crystal RCCI�acetone is provided in the ESI.†
Rather easily, 18-crown-6 binds alkali metal ions into its central
cavity to form complexes that can be crystallized.12,13 The 0D
RCCI single crystal consists of Rb+ coordinated with 18-crown-6
to form [Rb(18-crown-6)]+ complex cations and [Cu4I6]2� poly-
meric anions. The latter consists of Cu+ ions coordinated by
three I� ions forming CuI3 triangles, which are connected by
edges and nodes and disordered over eight positions. Each
[Cu4I6]2� is isolated from the nearest cluster by two [Rb(18-
crown-6)]+ cations.14 The distance between the centres of two
adjacent [Cu4I6]2� clusters is 12.55 Å. Notably, the Cu–I bond
distances are in the range of 2.57–2.60 Å, while the range of
Cu–Cu bond distances is 2.609–2.695 Å. Because the Cu–Cu
bond in [Cu4I6]2� clusters is shorter than the sum of the van der
Waals radii of Cu(I) (3.84 Å), this entails a strong metal–metal
bonding interaction in the cluster.3 This interaction, which
results from the closed-shell d10–d10 CuI–CuI interactions, plays
a major role in determining the photophysical properties of

ligand-stabilized Cu(I)-based complexes.3,6 Acetone molecules
are trapped during the crystallization process and fill out the
voids within the crystal structure. The powder X-ray diffraction
(PXRD) pattern of ground [Rb(18-crown-6)]2Cu4I6�acetone crys-
tals is shown in Fig. 1c, which is almost consistent with the
simulated PXRD pattern obtained from single-crystal structure
data for RCCI�acetone, slight variations might be attributed to
the escape of acetone molecule from the crystal structure. Pure
[Rb(18-crown-6)]2Cu4I6 (RCCI) microcrystalline powder was also
successfully synthesized by direct reaction of the precursors
(ESI†). Although the microcrystalline powder is inadequate for
single-crystal structure analysis, it is suitable for preparing
imaging screens, and it also represents a more environmentally
friendly synthesis approach to obtain the compound because it
does not require the use of any additional chemical solvents.
The morphology of RCCI microcrystalline powder was investi-
gated by SEM. The SEM image shown in Fig. S2 (ESI†) reveals
the agglomeration of multitudinous nanoparticles. The EDX
spectrum shows the distribution of Cu, I, and Rb, which were
disseminated homogeneously throughout the powder (Fig. S3,
ESI†). The thermostability of the material was investigated by
thermogravimetric analysis (TGA), which indicates good ther-
mostability with no obvious degradation up to 200 1C (Fig. S4,
ESI†).

Both the high-quality RCCI crystals and microcrystalline
powder emit intense green light visible to the naked eye upon
UV irradiation (Fig. 1a and Fig. S1, ESI†). The photophysical
properties of the compound were further investigated. The
photoluminescence quantum yield of the green emission of
the RCCI was calculated to be near unity (93.4%). The PL and
absorption spectra of RCCI at room temperature are shown in
Fig. 1d, revealing a broadband absorption peak with a range of
300–500 nm, which can be seen in similar Cu(I) metal
halides.7,14–16 The PL spectrum with an excitation wavelength of
420 nm demonstrates broadband emission centred at 527 nm.
Note that the emission spectra obtained at different wavelengths
(270 and 420 nm) and different temperatures (80 and 300 K) are
almost identical (Fig. 1e). Moreover, the PL emission was investi-
gated at different temperatures, and the emission peak position
remained consistent although the spectrum became narrower due
to the decrease in the population of thermally filled vibrational
states, which occurs at lower temperatures (Fig. S5, ESI†).17

Additionally, the normalized PL emission at different excitation
wavelengths remained invariant (Fig. S6, ESI†). The time-resolved
photoluminescence at room temperature shows a long lifetime of
2.4 ms through mono-exponentially fitting (Fig. 1f). To understand
the electronic properties of the RCCI�acetone single crystal, we
carried out DFT calculations. The calculated direct band gap
(2.01 eV) is slightly smaller than the experimental value (2.3 eV)
derived from the Tauc equation (Fig. 2a and Fig. S7, ESI†), which is
attributed to the well-known self-interaction error raised by the
GGA/PBE function. The projected density of states (PDOS) show
that the valence band maximum (VBM) mostly consists of Cu-3d
and I-5p states, while the conduction band minimum (CBM) is
dominated by I-5p states (Fig. 2b). As shown in Fig. 2c, the
electronic charge densities further indicate that the VBM and

Fig. 1 (a) Images of RCCI powder under ambient light and UV irradiation
(365 nm). (b) Crystal structure of [Rb(18-crown-6)]2Cu4I6�acetone, acet-
one is omitted for clarity. (c) PXRD pattern of RCCI�acetone. (d) Absorption
and emission spectra of RCCI imaging screens. (e) Emission spectra of
RCCI imaging screens at different excitation wavelengths (270 and
420 nm) and different temperatures (80 and 300 K). (f) Emission decay
curves of RCCI imaging screens.
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CBM are localized in [Cu4I6]2�, suggesting that organic compo-
nents would not contribute to the optical response of the RCCI�

acetone single crystal. Hence, the role of the organic part in this
compound is simply to isolate the Cu(I)-based clusters, allowing for
favourable PL performance to occur.3

Considering the afreomentioned results, we propose a
configuration coordinate diagram describing the photophysical
processes that occur in 0D RCCI (Fig. 2d). Upon UV excitation,
the electrons of [Cu4I6]2� are excited from the ground state to
the excited states, forming free excitons (FEs) in the sub-
picosecond range as indicated by the transient absorption
(TA) measurements shown in Fig. S8 (ESI†). The FEs relax into
the cluster-centred (CC) excited states, which move further back
down to the ground state by emitting an intense green emis-
sion. This optical response is similar to the self-trapped exciton
(STE) emission observed in low-dimensional perovskites.7 The
photophysical properties of RCCI and its high atomic number
indicate that RCCI is a promising candidate for X-ray imaging
screens.

We investigated the X-ray imaging performance of 50 wt%
RCCI@PMMA imaging screens with respect to X-ray absorp-
tion, radioluminescence spectrum, detection limit, stability,
and image resolution. Notably, the facile preparation process
shown in Fig. 2e permits a prompt optimization process of the
imaging screens (ESI†). The X-ray absorption of RCCI was
examined using the NIST Standard Reference Database with
photon energies ranging from 1 to 100 keV (Fig. 3a).18 RCCI
exhibits an absorption coefficient comparable with that of
commercial scintillators such as BGO (Bi4Ge3O12). This is
attributed to the high atomic numbers of I, Rb, and Cu.
Furthermore, we evaluated the RL spectra of RCCI imaging
screens under a dose rate of 4.53 mGy s�1, as shown in Fig. 3b.
The RL spectra are indistinguishable from the PL spectra,
implying that the radiative recombination pathway is similar

Fig. 2 (a) Electronic band gap structure. (b) PDOS of RCCI; the inset shows
a PDOS with a larger range. (c) Plots of wavefunction |C|2 of the CBM and
VBM. (d) Schematic diagram of the photophysical processes. (e) Schematic
illustration of the preparation procedure of RCCI@PMMA imaging screens.

Fig. 3 X-ray performance of RCCI@PMMA imaging screens. (a) Absorption coefficients of RCCI and BGO as a function of photon energy. (b) RL spectra
of RCCI@PMMA imaging screens and BGO under X-ray irradiation with a dose rate of 4.53 mGy s�1. (c) RL intensity of RCCI@PMMA imaging screens
versus the X-ray dose rate and the detection limit. (d) X-ray line bar profile obtained using the X-ray image of standard lead bar phantoms (inset); numbers
(7.1–16.6) refer to lp mm�1. (e) The MTF plot of the RCCI@PMMA imaging screen and the measured resolution; inset shows the edge of the X-ray image
used for MTF calculation. (f) RL intensity of RCCI@PMMA as a function of time. (g) X-ray images of a ballpoint pen and a dried fish. The insets represent the
images under ambient light. (h) Images of RCCI@PMMA imaging screen under ambient light, UV irradiation (365 nm), and X-ray irradiation (50 kV). All X-
ray images were recorded at 50 kV.
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for both UV and X-ray irradiation. A standard BGO sample with
a light yield of 10 000 photons MeV�1 was used to help assess
the light yield of RCCI imaging screens, as both the sample
and BGO have a similar RL spectra range and X-ray attenuation
coefficients. The light yield was found to be 10 600 photons
MeV�1. To estimate the detection limit, we measured the RL
spectra as a function of the X-ray dose rate. The integrated RL
intensity depends linearly on the X-ray dose rate, which is a
requirement for X-ray imaging applications. The detection limit
was found to be 458 nGy s�1, for a signal-to-noise ratio of 3,
which is approximately 10 times lower than the dose required
for typical medical diagnostics (5.5 mGy s�1) (Fig. 3c).19

We further investigated the X-ray imaging performance of
50 wt% RCCI@PMMA screens. The spatial resolution of
RCCI@PMMA was examined by using standard X-ray lead bar
phantoms, and was found to be 16.6 lp mm�1 (Fig. 3d).
Additionally, the modulation transfer function (MTF), derived
using an image of a slanted edge, indicated an ultrahigh
resolution of 16.8 lp mm�1 at MTF = 0.2, which is consistent
with the resolution obtained using the standard line-pair bar,
as shown in Fig. 3e. The spatial resolution of RCCI is
high compared with other scintillators such as commercial
CsI(Tl) (10 lp mm�1), as well as recently reported organome-
tallic Cu(I) X-ray screens (DIET)3Cu3Br3 (11.71 lp mm�1) and
(C8H20N)2Cu2Br4 (9.54 lp mm�1).20–22 Additionally, RCCI dis-
played strong RL emission stability, withstanding a dose rate of
2.4 mGy s�1 for more than 10 min, with the RL of the sample
remaining over 97.6% of its initial value, as shown in Fig. 3f.
The total exposure dose was approximately 1.44 Gy, which is
comparable to more than 14 400 chest radiograph doses in
which each patient is exposed to 0.1 mGy during the imaging
procedure.23

Herewith, we performed imaging of different objects under
X-ray irradiation using a homemade X-ray imaging setup,
shown in Fig. S9 (ESI†). Initially, we demonstrated that RCCI
can be used to image a ballpoint pen with a metal spring inside
it, clearly showing the details of the internal parts (the plastic
tip, metallic spring, and aluminium barrel). Additionally, we
imaged a biological target, a small, dried fish. The image shows
the features of its internal structure (spine, skull, and dorsal
fin) (Fig. 3g). X-ray images of a shadow mask and a CPU card
are shown in Fig. S10 (ESI†). Additionally, we show images of a
single RCCI imaging screen under ambient light, UV excitation,
and X-ray irradiation (Fig. 3h). The results illustrate that RCCI
is an auspicious material for next-generation X-ray imaging
applications.

In summary, we report a 0D Cu(I) organometallic halide
(RCCI) with an intense green emission centred at 527 nm. The
emission was proved experimentally and theoretically to result
from the cluster-centred (CC) excited states. The as-prepared
50 wt% RCCI@PMMA imaging screens showed great potential
for X-ray imaging applications, with an ultrahigh imaging

resolution of up to 16.8 lp mm�1. This work offers a design
roadmap for the development of new low-dimensional Cu(I)
luminescent materials for high-performance and flexible X-ray
imaging scintillators.
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