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Cloneable inorganic nanoparticles
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When a defined protein/peptide (or combinations thereof) control and define the synthesis of an

inorganic nanoparticle, the result is a cloneable NanoParticle (cNP). This is because the protein

sequence/structure/function is encoded in DNA, and therefore the physicochemical properties of the

nanoparticle are also encoded in DNA. Thus the cloneable nanoparticle paradigm can be considered as

an extension of the central dogma of molecular biology (e.g. DNA - mRNA - protein - cNP);

modifications to the DNA encoding a cNP can modify the resulting properties of the cNP. Inorganic ion

oxidoreductases (e.g., mercuric reductase, tellurite reductase, etc.) can select and reduce specific

inorganic oxyanions and coordination complexes, creating zerovalent precipitates. Other proteins/

peptides (often genetically concatenated to the parent oxidoreductase) serve as ligands, directing the

size, shape, crystal structure and other properties of the nanoparticle. The DNA encoding a cNP can be

recombinantly transferred into any organism. Ideally, this enables recombinant production of cNPs with

the same defined physiochemical properties. Such cNPs are of interest for applications ranging from

molecular imaging, bio-remediation, catalysis, and biomining. In this Feature Article we detail and define

the cNP concept, and retrace the story of our creation of a cloneable Se NanoParticle (cSeNP). We also

describe our more preliminary work that we expect to result in cloneable semiconductor quantum dots,

cloneable Te nanoparticles, and other cNP formulations. We highlight the application of cNPs in cellular

electron microscopy and compare this approach to other cloneable imaging contrast approaches.

Introduction

Soluble inorganic nanoparticles (iNPs) typically comprise an
inorganic core passivated by an organic ligand shell. In vitro
synthetic methodology for producing iNPs of well-defined ele-
mental composition, size, shape and crystal structure is now

a Department of Chemistry, Colorado State University, Fort Collins, CO, 80523,

USA. E-mail: chris.ackerson@colostate.edu
b National Institute of Environmental Health Sciences, Durham, NC, 27709, USA

Alexander R. Hendricks

Alex Hendricks is about to com-
plete his chemistry PhD under
Prof. Chris Ackerson at Colorado
State University. Prior to CSU,
Alex earned a B.S. in Chemistry
from the University of Minnesota.
His research has mainly focused
on engineering the catalytic acti-
vity of metal reductases. Outside
of the lab, Alex dedicates his time
to creating art, climbing, running,
cooking, consulting, reading, and
story writing. Bradley F. Guilliams

Bradley Guilliams obtained B.S.
degrees in Chemistry and Biology
in 2019 and an M.S. degree in
Chemistry in 2020 from Western
Carolina University with Prof.
Scott Huffman and Prof. Brian
Byrd. He is currently a chemistry
PhD candidate under Prof. Chris
Ackerson at Colorado State Uni-
versity. His research centers on
cryo-electron tomography of metal
reductases as contrast tools to
enhance intracellular imaging.
Outside of the lab, Bradley spends

his time backcountry skiing, climbing, cooking, and riding bikes.

Received 16th March 2023,
Accepted 23rd May 2023

DOI: 10.1039/d3cc01319g

rsc.li/chemcomm

ChemComm

FEATURE ARTICLE

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 0

2 
Ju

ne
 2

02
3.

 D
ow

nl
oa

de
d 

on
 3

/1
4/

20
26

 5
:0

9:
18

 A
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online
View Journal  | View Issue

https://orcid.org/0009-0000-1309-0453
https://orcid.org/0000-0002-4348-6325
https://orcid.org/0000-0002-0386-0773
https://orcid.org/0000-0001-6863-6054
http://crossmark.crossref.org/dialog/?doi=10.1039/d3cc01319g&domain=pdf&date_stamp=2023-06-22
https://rsc.li/chemcomm
http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d3cc01319g
https://pubs.rsc.org/en/journals/journal/CC
https://pubs.rsc.org/en/journals/journal/CC?issueid=CC059056


This journal is © The Royal Society of Chemistry 2023 Chem. Commun., 2023, 59, 8626–8643 |  8627

relatively mature; rules and guidelines exist that form starting
points for synthesis of novel iNPs, based on prior work.
Biogenic nanoparticles (bNPs) are those produced with bio-
molecules, such as crude cell extracts or sugars. These tend to
be less well-controlled, relying on serendipitous interactions
between biomolecules and iNP precursors; well-developed fra-
meworks for predictive bNP synthesis do not yet exist.

A relatively new concept in nanoparticle synthesis is that of a
cloneable nanoparticle (cNP), which can be considered a sub-type
of bNP. When physicochemical properties of an iNP, such as
elemental composition, size, shape, crystal-structure, allotrope,
optical properties, and magnetism, are encoded in DNA, the iNP
is a ‘‘cloneable NP’’ (cNP). These cNPs are synthesized by proteins,
usually inside cells. Protein sequence, and therefore structure and
function, are genetically encoded. Therefore, nanoparticles whose
physicochemical properties are controlled by proteins during
synthesis have their properties encoded in DNA. This framing
implies that the DNA encoding any cNP can be recombinantly

transferred into any organism, endowing that organism with the
ability to make the cNP.

cNPs as defined in this article are made in living cells. cNPs
do occur naturally. Magnetosomes,1,2 ferritins,3–5 and DNA-
binding protein from starved cells (Dps)6,7 are examples of
naturally occurring cNPs. Each of these examples makes an
iron oxide nanoparticle of defined size, shape, elemental com-
position, and magnetism.

bNPs (and therefore cNPs) attract interest for a diverse array
of applications. Our primary interest in cNP engineering is to
make cloneable contrast in images of biological systems gen-
erated with electrons, X-rays, light and/or magnets (i.e., electron
microscopes, CT-scanners, optical microscopes, and MRI ima-
gers). Our secondary interest is using cNPs for environmental
bioremediation of metal(loid) contaminations.

There are many ongoing studies developing bNPs for uses
including catalysis,8 solar photoconversion,9 antimicrobial
therapy,10,11 and theranostic (i.e., combined therapeutics and

Rachel S. Cohen

Rachel Cohen is a chemistry
graduate student at Colorado
State University working under
Prof. Chris Ackerson and Prof.
Chris Snow. She obtained a B.S.
in Chemistry in 2021 from the
University of Massachusetts,
Amherst. Her current research is
focused in computational design
of metal reductases, particularly
in the context of the cloneable
nanoparticle project.

Tony Tien

Tony Tien is a Bioengineering gra-
duate student at Colorado State
University working under Prof.
Chris Ackerson. He obtained his
B.S. in Chemical Engineering from
Colorado School of Mines in 2021
where he worked on developing
fluorescence-based analyte nano-
sensors with Prof. Kevin Cash. His
current research focuses on trans-
forming cloneable nanoparticles
into new model systems as well as
investigating the role of peptides for
nanoparticle size control.

Gavin A. McEwen

Gavin McEwen earned a B.S. in
Chemistry from Dartmouth Coll-
ege and is currently a chemistry
PhD student working under Prof.
Chris Ackerson at Colorado State
University. His research focuses
on developing and studying
peptides for greater control over
the size and morphology of
cloneable selenium nanopar-
ticles. Outside of the lab, Gavin
enjoys the plentiful outdoor
recreation available in Colorado. Kanda M. Borgognoni

Kanda Borgognoni received her
B.S. in Biochemistry from Loyola
University New Orleans in 2016.
As an undergraduate, she
conducted research with Dr
Joelle Underwood at Loyola and
Dr Robert Siggins at LSU Health
Sciences Center. She joined Dr
Chris Ackerson’s research group
as a graduate student at
Colorado State University. She
received her Ph. D. in 2021
where her thesis work involved
developing in situ cloneable

nanoparticle methodologies for imaging applications. As a
postdoctoral researcher at the NIEHS, she is currently working
with Dr Robin E. Stanley to define the mechanisms of ribosome
biogenesis in vivo using cryo-electron tomography.

Feature Article ChemComm

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 0

2 
Ju

ne
 2

02
3.

 D
ow

nl
oa

de
d 

on
 3

/1
4/

20
26

 5
:0

9:
18

 A
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d3cc01319g


8628 |  Chem. Commun., 2023, 59, 8626–8643 This journal is © The Royal Society of Chemistry 2023

diagnostics) agents.12,13 The applications of biogenic NPs listed
here are at preliminary stages. It can be expected that the
greater synthetic control of NP properties in biological contexts
will become more desirable or necessary as implementations
advance. cNPs may enable such means of improving synthetic
control in many of the currently proposed uses of biogenic NPs.

The cNP synthesis paradigm

We have developed a modular cNP platform that links genotype
(DNA) to phenotype (cNP composition). This platform adapts
in vitro NP synthesis (Fig. 1, top panel) approaches to use
cellularly available reactants (Fig. 1, bottom panel).

In vitro reductive iNP synthesis usually begins with three
chemical components: inorganic cations, reductants, and ligands.
In this synthetic approach, reductants change the oxidation states
of cations from soluble (e.g., aqueous) to insoluble (particulate,
solid) states. Very often, the reduced particulate oxidation state
is zerovalent. Ligands present during synthesis cap growing
inorganic solids at nanoparticulate size, suppressing growth
into macroscopic bulk solid14 and directing particle size, shape,
fluorescence, etc.

In adapting this paradigm to cellular environments, we
similarly use three distinct chemical components, with the
additional use of inorganic ion oxidoreductases. In this context,
bioavailable metal(loid) cations or coordination complexes act
as the metal(loid) source. Inorganic ion oxidoreductases select
the ‘desired’ ion (coordination complex) from a background
that contains all essential elements (Se, Zn, Fe, etc). Enzyme
cofactors (NADH, NADPH, glutaredoxin, etc.) act in concert with
enzymes as the reductant. Peptides or proteins that bind to
and/or control iNP properties can be concatenated to or coex-
pressed with the oxidoreductase and act as ligands in cNP
synthesis; in this role, they offer the prospect of size, shape, and
crystal structure definition. The combination of oxidoreduc-
tases and iNP binding peptides/proteins results in synthetic
control of cNP synthesis inside cells rivalling the synthetic
control that is possible with well-developed in vitro methods.

cNP composition parameters

cNPs require metal(loids) coordination-complex precursors that
are at least transitively stable inside cells (e.g., not easily reduced
by ubiquitous reducing molecules such as sugars and aromatic
or thiol-containing amino acids). Such metal(loid)s include
essential elements such as Fe, Co, Zn, Se, W and Mo. In addition,
many non-essential metal(loids), such as Bi (a pharmaceutical
component in Pepto Bismol) or Au (a pharmaceutical compo-
nent of rheumatoid arthritis drugs such as Auranofin) might
also form the basis for a cNP. Some metal(loids) regarded as
highly toxic, such as, can even form the basis for a cNP, if the
toxicity can be appropriately modulated. In the case of arseni-
cals, the metal complex arsphenamine (Salvarsan) is a treatment
for syphilis.15

For metal(loid) ions to be cNP reactants, they must be
enzymatically reducible by enzymes – therefore the redox
potential of the metal(loid) precursor must be in a range
accessible to biological reductants such as NADPH or glutare-
doxin. (i.e., their oxidation state must be modulated by the
enzyme). The redox potential of a metal(loid) ion is significantly
impacted by ligation. The impact of ligation on redox potential
exerts effects through multiple pathways, including ligand labi-
lity/inertness, the electron transfer (tunnelling) properties of the
ligand, and the metal(loid) oxidation state favored by the ligand
(influenced by ligand geometry). As an example of how ligation
changes redox potentials, consider the reduction of Cu2+to Cu0.
The reduction potential of aquated Cu2+ in the reaction
[Cu(H2O)6]2+ + 2e - Cu(s) + 6H2O(l) is +0.337 V versus S.H.E.,
whereas [Cu(NH3)4]2+ + 2e - Cu(s) + 4NH4 is at �0.05 V.16

Many intracellular metal ions are glutathione-ligated, in part
due to the BmM concentration of glutathione (GSH) inside most
cells, combined with the high affinity of thiols for many
metal(loids).17 Many metal(loid) oxidoreductases are thus unsur-
prisingly related to glutathione reductase (GSHR). GSHR,18,19

Fig. 1 Schematics showing reductive nanoparticle synthesis approaches
in vitro (top panel) and in vivo (bottom panel).
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mercuric reductase,20 tellurite reductase,21 and glutathione
reductase-like metalloid reductase (GRLMR)22 all belong to the
class I FAD dependent oxidoreductase enzyme family. Functional
differences among enzymes in this family mainly comprise sub-
strate selection—where substrates are different metal(loids)
ligated by GSH.

Enzymatic metal(loid) ion reduction is a relatively common
cellular feature. Many enzymatic systems may therefore possess
cNP chemistry; however, most enzymes described to date lack
inherent means of enforcing uniform size/shape/elemental
composition. A great deal of iNP binding peptides have, in
contrast, been described for their ability to exert strong influ-
ence on NP size/shape/elemental composition yet lack intrinsic
means of reducing metal(loid) cations. Thus, the combination
of iNP-binding peptides with metal(loid) ion reductases repre-
sents a platform or paradigm for cNP synthesis.

iNP binding dodecapeptides were first isolated from phage
display libraries.23 So-far, peptides that bind to a about 100
iNPs of differing size/shape/elemental composition are now
described in the literature. A subset of iNP binding peptides
can also assist in the synthesis of iNPs. For instance, A3 peptide
in the presence of Au3+ salts and a reductant (which can include
the buffer HEPES serving as reductant) makes 10 nm AuNPs.
The Ge8 peptide, in the presence of AgNO3 and H2O2, makes
chiral, curved silver nanowires.24

These synthesis-assisting peptides do not constitute cNPs on
their own; while they are encoded in DNA and promote NP
formation, they do not change the oxidation states of the ions
(and therefore solubility). Thus, they do not represent a self-
contained cNP system. Notably, some of the early literature on
iNP binding peptides confuses this issue, as early papers did
not recognize that buffer salts can donate electrons too, and
reduce many metal ions in the absence of peptides.25,26

Many proteins have also been identified that bind to inor-
ganic nanoparticles and might therefore similarly control their
shape and size during synthesis. Broadly speaking, there is
existing literature on proteins that form a ‘corona’ around
iNPs.27,28 For selenium nanoparticle(s) (SeNPs) a proteomic
study identified about 50 proteins that are found in the SeNP
corona,29 for SeNPs made in cells or exposed to cell extracts.

By analogy to what is now known about library isolated
peptides in the context of bNP synthesis, we expect that some
naturally occurring proteins can also direct cNP size and shape.
That suite of proteins may include those that confer an adaptive
advantage to their host (in the context of metal toxicity) and
those that evolved for other functional endpoints but serendi-
pitously control cNP size/shape.

Above we outlined cellular equivalents of reductants and
ligands that can synthesize well-defined cNPs. This combi-
nation of cellular reductants and ligands can be encoded in a
single chimeric DNA construct. This results in a chimeric
protein that incorporates all chemical activities required to
make a cNP.

Because a single protein (polypeptide chain) controls all
functions, mutations to the DNA encoding the protein can
subsequently change properties of the cNP. This allows the

adaptation of recently developed and powerful directed evolution
methods for the purpose of cellular nanoparticle synthesis.30

Cloneable contrast

Our primary motivation in developing the cNP platform is to
develop cloneable imaging contrast. Cloneable contrast ima-
ging agents, such as green fluorescent protein (GFP), were first
described and adopted for fluorescence microscopy.31,32 What
makes GFP useful in imaging is that the DNA encoding GFP can
be easily ‘cloned’ or concatenated to the DNA encoding any
protein of interest. The protein of interest now ‘lights up’ in
fluorescence microscopy and is distinctly visible against the
cellular background, where nothing else fluoresces notably
at the GFP emission wavelength of 509 nm. Meanwhile, the
available toolbox of fluorescent proteins has grown to the
extent that multi-color (multiplexed imaging) studies are rou-
tine—e.g., dynamic protein interactions with several players
can be observed.33

GFP represents a ‘benchmark’ for cloneable imaging con-
trast. The properties of GFP that make it so useful are: (1) it
works in both live and fixed cells; (2) it is entirely self-contained
in a single DNA segment—requiring nothing further such as
exogenous building blocks or upstream cellular engineering (3)
There is 1 GFP for each protein that it is concatenated to. This
allows straightforward quantification of protein copy number
through quantification of fluorescence signal.

Cloneable contrast agents that function in electron, magnet
and X-ray-based imaging modalities are extensively explored,
but not yet widely adopted by biologists using these imaging
methods. Such modalities are nevertheless important, as they
allow tissue imaging in magnification and penetration domains
outside what visible-light microscopy is capable of. Cloneable
contrast in these imaging modalities may or may not use
approaches that create cNPs. Approaches that use ferritin,
singlet-oxygen generation proteins, and phytochelatins—such
as metallothionein—are outlined below. So far, no cloneable
contrast approach for EM is widely used because there are severe
limitations associated with each method proposed to date:

Ferritin is a B400 kDa protein constituted from 24 polypep-
tide units. Under iron-rich conditions, ferritins can store up to
B4500 iron atoms as a highly regulated mineral core, which
can be easily observable in certain imaging contexts such as EM
or correlative light and electron microscopy (CLEM).3,4Ferritin
presents two substantial challenges for widespread use as a
contrast agent. First, its multimericity can heavily convolute
labelling strategies. Second, its comparatively large size casts a
shadow in images, obscuring potentially important areas
within images. The size may also impact function of ferritin-
protein conjugates by slowing diffusion kinetics of concatemer-
ized protein(s) of interest.

Certain proteins can locally deposit diaminobenzidine (DAB)
polymer, such as mini singlet oxygen generator34 (miniSOG) and
engineered ascorbate peroxidase35 (APEX2). In these cases, radical
oxygen is enzymatically produced, which subsequently activates
DAB to form osmiophilic polymers. These polymers then prefer-
entially absorb electron dense osmium stains proximal to the
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point of polymer origination. While osmiophilic DAB polymers
can be a highly sensitive method of enhancing contrast, they
diffuse distally from their point of origination (in some cases to
nearly 200 nm), substantially reducing the resolution at which
interpretations of images (collected at much higher resolution)
can be made. DAB polymerization is moreover infeasible in living
cells or in frozen-hydrated cells, requiring fixation which intro-
duces imaging artefacts.

Metallothioneins are small (0.5–14 kDa) cysteine-rich pro-
teins which stoichiometrically bind metal atoms. Previous
works have demonstrated that metallothionein can bind a wide
array of metal atoms, including Au, Pt, Ag, Pb, Cd, and As.
Metallothioneins have been implemented as cloneable contrast
tags.36 However, they are barely visible above the background in
electron micrographs. This can also be exacerbated by competi-
tion from natively expressed metallothionein, which upregu-
lates in the presence of high intracellular metal concentration.

Inorganic nanoparticles are known to have properties that
can produce contrast in EM, visible-light, X-ray, and magnetic
imaging modalities. An appropriately formulated cNP may
therefore be able to produce contrast in each of these imaging
modalities simultaneously, while overcoming many of the
limitations of existing cloneable contrast agents.

This feature article outlines our development of a cNP
platform, with some applications highlighted. The most
‘mature cNP’ in our lab is comprised of B5 nm Selenium
NPs—making it a cloneable selenium nanoparticle (cSeNP.)

We summarize a set of 4 papers from our group, which in
concert describe the development of this cSeNP platform. The
reductase is Glutathione Reductase-Like Metalloid Reductase
(GRLMR), which was isolated from Pseudomonas moraviensis sub-
species stanleyae—among the most Se tolerant microorganisms
ever described. This species may show promise for bioremediation
of selenium contamination—an area where previous work has been
done collecting biogenically produced Se(0) from wastewater.37,38

Transmission electron microscopy (TEM) and electron
tomography of the P. moraviensis stanleyae shows B50 nm
diameter intracellular SeNPs. There is no apparent membrane
or protein structure surrounding these SeNPs. GRLMR can be
transferred among species, endowing other species with enhanced
Se tolerance.

GRLMR alone does not control SeNP size. To introduce size
control, we isolated a peptide that binds to SeNPs from a phage
display library. Concatenation of this peptide to GRLMR at the
DNA level results in a construct that consistently makes 35 nm
diameter SeNPs in vitro and B5 nm diameter SeNPs in vivo.
Furthermore, we show that inclusion of transition metals such
as Cadmium in the cell cultures that make cSeNPs allows
instead the production of CdSe semiconductor quantum dots.

There are ‘less mature’ cNPs in the pipeline in our lab. For
instance, we have isolated a tellurium reductase from environ-
mental isolates, and this may form the basis for a cloneable
tellurium nanoparticle in future work.

While not a cNP, we have examined metallothionein as a
cloneable contrast agent, concluding that it must be present in
high copy number to be visible in EM.

We have also made some substantial and unpublished
investigation of the capsule-forming and Fe-concentrating pro-
tein Dps. Here we will outline our approach and the short-
comings of that approach which precluded prior publication.

Summary of cNP developments

Development of the cSeNP is described in 4 manuscripts, begin-
ning with a manuscript describing the isolation of a selenium
hyperaccumulating bacterium, followed by a paper describing the
isolation of a selenium reducing enzyme and characterization of
the SeNP products of that enzyme. A subsequent paper showed
that the Se tolerance can be recombinantly transferred to other
species, facilitating recombinant SeNP production. A fourth paper
isolates a SeNP binding peptide and shows how incorporation of
this peptide with the selenium reductase significantly alters
enzyme activity and results in size-controlled, 5 nm diameter,
red SeNPs which remain attached to the enzyme that synthesizes
them, representing a cSeNP.

Pseudomonas moraviensis subsp. stanleyae, a bacterial
endophyte of hyperaccumulator Stanleya pinnata, is capable
of efficient selenite reduction to elemental selenium under
aerobic conditions38

Our work on the cSeNP began with isolation and characterization
of a bacterium specialized for high Se conditions.38 In this paper,
we report Pseudomonas moraviensis subspecies stanleyae, a bacter-
ial endophyte that was isolated from the root tissue of Se
hyperaccumulator Stanleyae pinnata (colloquial name Prince’s
Plume) found growing in the naturally seleniferous soil in the
Pine Ridge Natural area of Colorado, USA.

The bacterium was characterized phylogenetically by fatty
acid methyl ester analysis and multi locus sequence analysis.
The sequence analysis showed 97.3% nucleotide identity to
P. moraviensis. This subspecies was therefore dubbed Pseudo-
monas moraviensis stanleyae, taking the name of the plant in
which it was found.

Because P. moraviensis stanleyae was found as an endophyte
in a selenium hyperaccumulating plant, it was hypothesized
that the bacterium is a selenium specialist (possibly working in
symbiosis with the plant in which it lives). The bacterial strain
was grown in various concentrations of SeO4

2� (selenate) and
SeO3

2� (selenite). When grown on selenite supplemented LB-agar,
the bacterial colonies appeared bright red—consistent with pro-
duction of red-allotrope SeNPs (Fig. 2, panel A). When examined
by TEM, rod shaped bacteria coated with SeNPs were apparent
(Fig. 2, panel B.) Overall, we observed that the bacterium could
tolerate up to 120 mM of selenite and 150 mM selenate, making
this the most selenium tolerant organism so-far described.

Growth kinetics in the presence of high concentrations of Se
oxyanions showed that the growth of P. moraviensis stanleyae
was not significantly impeded by 10 mM selenate—but no red
Se(0) was observed with selenate. In the presence of selenite,
growth was somewhat slower, and red selenite appeared after
about 10 hours (Fig. 3).
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The observation that P. moraviensis stanleyae converted
SeO3

2� to Se(0) while SeO4
2� was not reduced was also made by

observing the aerobic reduction of each selenium oxyanion. Fig. 4
shows the concentration of SeO3

2� and SeO4
2� as determined by a

microchip capillary electrophoresis method that we developed for
this purpose.39 This figure shows that SeO4

2� concentrations
persisted near their original 10 mM concentrations in the culture
for as long as they were measured (up to 50 hours). SeO3

2�

concentration, however, diminished over time due to its reduction
to red Se(0). Combined, these observations suggest that the
mechanism for SeO3

2� tolerance involves conversion of SeO3
2�

to Se(0), whereas SeO4
2� tolerance must be due to other mechan-

isms that do not reduce selenium oxyanions (such as efflux
pumping). Overall, this paper identifies the most Se tolerant
organism described to date, capable of surviving in liquid culture
supplemented with up to 150 mM SeO4

2�. Subsequent work
determines the molecular mechanism of SeO3

2� reduction.

Progress toward cloneable inorganic nanoparticles40

We continued the characterization of P. moraviensis stanleyae.40

This paper focuses on electron microscopy characterization of
P. moraviensis stanleyae and unraveling the mechanism of
SeO3

2� reduction.
The initial EM imaging of P. moraviensis stanleyae (Fig. 2)

left several microscopic aspects of the system ambiguous. From
these images, it is unclear whether SeNPs are present inside cells
as well as outside cells. This initial data also lacks elemental
imaging, which could confirm that the punctate inclusions are
in fact comprised of Se, as inferred.

In the present paper, P. moraviensis stanleyae cells were
grown in the presence of SeO3

2� and cells were then imaged
by scanning electron microscopy (SEM) as glutaraldehyde-fixed
dehydrated cells. The SEM based imaging allows energy dis-
persive X-ray spectroscopy (EDS) elemental analysis of the cells.

SEM imaging revealed capsule-shaped cells, most of which
contained one or more dark inclusions. EDS mapping showed
that these inclusions were Se rich, suggesting that these are
SeNPs. The putative SeNPs were circular with an average diameter
of 107 � 35 nm (for 50 observations). These dark inclusions were
not observed in control experiments where P. moraviensis stan-
leyae was grown in the absence of Se supplementation.

To this point, it was unclear if SeNPs were present inside or
outside of the observed cells. Electron tomography is an
imaging modality that allows 3D reconstructions of cells, which
can resolve questions about particle location. P. moraviensis
stanleyae was again grown with selenite supplementation and
was preserved for electron tomographic image acquisition by
freeze substitution. In this method, cells are vitrified by high
pressure freezing, then the water in the cells is substituted for
acetone. Following acetone substitution, the cells can be fixed
and plastic embedded. This approach is recognized as providing
the highest fidelity preservation of cellular ultrastructure outside
of imaging of cells that are vitrified and imaged as frozen-
hydrated samples (which is technically difficult to do for cells
that are as thick as P. moraviensis stanleyae.)

Fig. 2 Panel a shows P. moraviensis stanleyae growing on SeO3
2� sup-

plemented agar. The red color is indicative of red Se(0) formation as a
result of selenite reduction. Panel b shows a TEM image of P. moraviensis
stanleyae grown in the presence of selenite. The bacteria appear coated
with SeNPs. Figure adapted from (38) with permission.

Fig. 3 Aerobic growth of P. moraviensis stanleyae in Luria Broth media
without Se oxyanions (x), and in the presence of 10 mM selenite (solid
circles) and 10 mM SeO4

2� (open circles). Figure adapted from (38) with
permission.

Fig. 4 Aerobic reduction of SeO4
2� (open circles) and SeO3

2� (closed
circles) by P. moraviensis stanleyae as a function of time. Figure adapted
from (38) with permission.
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The results of electron tomographic reconstruction of
P. moraviensis stanleyae are shown in Fig. 5. Fig. 5 panel A shows
a 2D image of a P. moraviensis stanleyae cell, which contains two
very clear large inclusions, assumed to be SeNPs. Panels B and C
show a 3D reconstruction of the cell. The reconstruction is
segmented so that the membrane is shown in green and putative
SeNPs are shown in red. The reconstruction reveals 3 additional
particles that were not apparent in the 2D image (possibly because
they were distant from the focal plane and/or too small to be
visible in the 2D image. It is common for 3D reconstructions to
reveal details that are not visible in any of the 2D images used to
perform the reconstruction.

Panels B and C of Fig. 5 show unambiguously that the
putative SeNPs are present intracellularly. Furthermore, there
is no evidence for membrane encapsulation, which is observed
for other inorganic intracellular NPs, such as magnetite within
membrane encapsulated magnetosomes.41 Panels D and E of
Fig. 5 show 2 of the SeNPs at greater magnification. The individual
particles are irregular in shape, although overall they are approxi-
mately spherical. The irregularity in shape suggests that there is
no structured protein coat surrounding these particles, as is the
case with other intracellular NPs such as ferritin and Dps.

Most inorganic clusters and nanoparticles require an
organic ligand shell to be stable; in the absence of a ligand
shell, inorganic nanoparticles fuse, ultimately forming macro-
scopic material. Selenium, however, is one of a handful of
elements for which ‘naked’ or un-ligated clusters and nano-
particles are stable. The reasoning for this is that Se (as well as,
Bi and Sb, among others) can self-satisfy its valence bonding
conditions by bonding to other Se atoms.42 This aspect of Se
chemistry suggests that the SeNPs inside P. moraviensis stan-
leyae might not have or need a well-defined biological coating,
such as those found around iron oxides. It is probable that the

SeNPs do maintain a so-called ‘protein corona’, but that this
forms as a result of direct exposure of the surface of SeNPs to
bacterial cytoplasm.

To gain insight into the mechanism of intracellular SeNP
formation, we assayed all soluble proteins of P. moraviensis
stanleyae for SeO3

2� reduction capability. This assay involved
fractionating all the soluble proteins from P. moraviensis stan-
leyae on a non-denaturing gel, which is expected to leave
enzyme function intact. Non-denaturing gels containing all
soluble proteins were incubated with SeO3

2� salts and various
enzyme cofactors, including NADH and NADPH. With the
combination of NADPH and SeO3

2�, we observed a set of red
bands in the gel, presumably comprised of Se(0) precipitates
made by NADPH dependent enzymatic reduction of SeO3

2�

(Fig. 6). The bands did not appear in the absence of NADPH
and appeared very faintly in the presence of NADH.

To identify the NADPH dependent enzyme(s) responsible for
SeO3

2� precipitation, we excised each band from the gel and
subjected it to proteomic mass spectrometry analysis. This
analysis revealed a total of 7 NADPH dependent enzymes out
of 113 total proteins present in the combination of all 5 lanes.
The NADPH dependent enzymes were Nitrite and sulfite reduc-
tase, isocitrate dehydrogenase, glutathione reductase, Methyle-
netetrahydrofolate reductase, ketoacyl-ACP reductase, Thiol
peroxidase and 4-Aminobutyrate aminotransferase.

Of these enzymes, we hypothesized that a glutathione
reductase-like enzyme was primarily responsible for SeNP parti-
cle formation, because glutathione reductase (GSHR) belongs to
the same enzyme family as mercuric reductase, and GSHR has
also been shown to reduce Au3+ ions.43 To address this hypoth-
esis, we acquired commercially produced GSHR from Sigma-
Aldrich, and tested it for SeO3

2� reductase activity. We observed
that GSHR produced spherical SeNPs of an average diameter of

Fig. 5 Electron tomographic reconstruction of P. moraviensis stanleyae
grown in SeO3

2� media. The reconstruction was segmented to reveal the
outer membrane and SeNPs (panels A–C). Panels D and E show two of the
SeNPs at higher magnification. Figure adapted (40) with permission.

Fig. 6 Non-denaturing gel of soluble proteins from P. moraviensis stan-
leyae, stained with NADPH and SeO3

2�. The lanes correspond to fractions
eluted from a hydrophobic interaction column at various concentrations
of ammonium sulfate. Bands appear where NADPH dependent SeO3

2�

activity is spatially localized. Figure adapted from (40) with permission.
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61� 37 nm in vitro, when both SeO3
2� and NADPH were present.

Notably, we also observed that GSHR reduced TeO3
2� as well.

Combined, this paper shows that GSHR can reduce SeO3
2�

intracellularly in an NADPH dependent process. The enzymatic
product is SeNPs, of relatively high polydispersity. The SeNPs
are thought to be ‘naked’ or stable without a defined and
monolayer-like ligand shell. Overall, this paper postulates that
GSHR or similar inorganic ion reductases form a promising
basis for cNPs as enzymes that make electron dense intracel-
lular nanoparticles from essential elements. A full adaptation
of such reductases should include better SeNP size control,
retention of the SeNP at the enzyme, and enzymes that reduce
their metal substrates faster and more effectively than ‘back-
ground’ reduction by, for example, native GSHR.

Metalloid reductase of Pseudomonas moraviensis stanleyae
conveys nanoparticle mediated metalloid tolerance22

Under the hypothesis that the GSHR from P. moraviensis
stanleyae is specialized for Se reduction, we proceeded with
study of the P. moraviensis stanleyae GSHR. In the paper, we
began by sequencing the genome of P. moraviensis stanleyae.
From the whole genome sequence, we identified the DNA
encoding the most closely related enzyme to GSHR from this
organism. This sequence was cloned into a protein expression
vector, and the GSHR-like protein from P. moraviensis stanleyae
was expressed recombinantly in Escherichia coli.

The substrate selectivity of the P. moraviensis stanleyae
GSHR-like protein was determined for oxidized glutathione
(GSSG), selenite, and selenodiglutathione (GS-Se-SG). For com-
parison, commercially obtained baker’s yeast GSHR was ana-
lyzed with the same substrates.

Enzyme assays for the GSHR-like enzyme and GSHR are
shown in Fig. 7. Michaelis–Menten analysis of this data
revealed that the P. moraviensis stanleyae GSHR-like enzyme
prefers GS-Se-SG as a substrate over GS-SG; the KM for GSSG was
determined to be 8.22 mM for GSSG and 336 mM for GS-Se-SG.
For baker’s yeast GSHR, the KM values for each substrate were
similar (103 mM and 133 mM for GSSG and GS-Se-SG respecti-
vely)—showing a slightly greater affinity for GSSG substrates.
Other investigations of substrate selectivity for baker’s yeast
GSHR found similar KM values.44

The 25-fold difference in KM values for the enzyme from
P. moraviensis stanleyae suggests that the enzyme is adapted for
reducing GS-Se-SG. Therefore, we named this enzyme ‘‘Glu-
tathione Reductase-Like Metalloid Reductase’’ (GRLMR) due to
its substrate preference.

Another difference between GRLMR and GSHR enzymes is
the lack of a substrate binding pocket cysteine or methionine
residue on GRLMR that might serve as a locus for glutathiony-
lation. Baker’s yeast GSHR, a canonical GSHR enzyme, can be
glutathionated at C239, resulting in inhibition of the enzyme.45

Similarly, E. coli and Homo sapiens GSHR contain a methio-
nine residue in this position, which might also be glutathiony-
lated. This is thought to be a regulatory mechanism. In
GRLMR, homology models show that this residue is a serine
residue, which cannot be glutathionylated (Fig. 8). The absence
of GSH based inhibition of GRLMR also suggests that this
enzyme is distinct from canonical GSHR enzymes.

Expression of GRLMR in E. coli confers selenium recombi-
nant selenium tolerance to its host species. In the presence of
mM concentrations of selenite, GRLMR creates nanoparticles
to impart selenium tolerance for the cells (Fig. 9). In our
testing, we defined selenium tolerance as the amount of
selenium required to inhibit 90% of cell growth (IC90). By
testing for the IC90 of SeO3

2� in laboratory strains of Escher-
ichia coli, cells with the GRLMR gene had an IC90 of
21.3 � 9.8 mM, whereas without GRLMR, the IC90 was
1.89 � 0.46 mM. We observed a similar increase in Se tolerance
for the SS320 strain of E. coli. The ten-fold higher Se tolerance
when GRLMR was expressed was interpreted as imparting Se
tolerance. Notably, GRLMR expressing cells grew poorly unless
they were supplemented with 1 mM selenite. This was inter-
preted as GRLMR scavenging Se to the point that cells were Se
deficient.

Fig. 7 Enzyme kinetic assays for GRLMR (panel a) and GSHR (panel c).
Lineweaver–Burke plots for GRLMR (panel b) and GSHR (panel d). The drop
in rate at high concentrations of GS-Se-SG is attributed to SeNP formation
interfering with the optical assay. GSSG indicated by blue circles, GS-Se-
SG indicated by red triangles. Figure adapted from (22) with permission.
Further permissions related to the material excerpted should be directed
to the ACS.

Fig. 8 Panels a and b show the substrate binding region from yeast and
E. coli GSHR crystal structures. Panel c shows the same region for a
homology model of GRLMR. The residue shown in red is glutathionylated
in panel a. In panel c, the red-colored residue is not capable of being
glutathionylated. Figure adapted from ACS Omega 2018, 3, 14902–14909.
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For our ultimate goal of creating cNPs useful in EM imaging
of cells, it is critical that the enzyme that synthesizes the SeNP
also bind to the SeNP that it has made. We observe that about
10% of GRLMR enzymes are associated with SeNPs in pull-
down assays (where the mass of the SeNP allows SeNPs and
associated proteins to be collected by centrifugation). This
small association makes sense—an efficient enzyme is likely
to turn over its product and not be associated with the product.
In fact, we observe that B20% of baker’s yeast GSHR is SeNP
associated after SeNP synthesis. The smaller fraction of GRLMR
associated with SeNPs is additional evidence for the specializa-
tion of this enzyme for SeNP production.

Overall, the GRLMR enzyme accomplishes reduction of a
cellularly ubiquitous and essential element, Selenium. How-
ever, the SeNPs are quite polydisperse in size and do not remain
attached to the enzyme that made them. To make a cSeNP, the
GRLMR enzyme needs modification.

Metalloid reductase activity modified by a fused Se0 binding
peptide46

In the paper, we describe the isolation and activity of a SeNP
binding peptide. When concatenated to GRLMR, this peptide
changes the activity of the enzyme so that it controls SeNP size
and SeNPs remain largely associated with the enzyme.

A SeNP binding peptide (SeBP) was isolated from the New
England Biolabs PhD 12-mer phage display library (NEB PhD
Kit) after three rounds of selection versus 8.4 � 2.7 nm SeNPs,
whose size was confirmed via TEM. Following three rounds
of selection, the output phage peptide library was found to be
dominated by two sequences (Table 1). The sequence that
appeared at the highest frequency (LTPHKHHKHLHA) was
designated as SeBP and was used for future experiments.

Subsequent experiments explored the effect of concatenating
SeBP to GRLMR (GRLMR-SeBP) versus GRLMR alone in terms of
nanoparticle size, enzyme-nanoparticle binding, and enzyme
activity. It was discovered that GRLMR-SeBP exerted control over
the size of nanoparticles formed. SEM images of nanoparticles
formed using 40 mM, 1 mM, 5 mM, and 10 mM SeO3

2� revealed
that GRLMR-SeBP formed smaller and less polydisperse sized
particles (Fig. 10). For GRLMR, particle size varied with SeO3

2�

concentrations such that at low concentrations SeNPs
were smaller, and at high concentrations particles were larger.
However, the GRLMR-SeBP construct synthesized B35 nm dia-
meter particles independent of SeO3

2� concentration at the
physiologically relevant SeO3

2� concentrations of 40 mM to
5 mM. This demonstrates that the SeBP exerts remarkable
control over SeNP size.

To compare the abilities of GRLMR-SeBP versus GRLMR to
bind SeNPs, two different centrifugation assays were per-
formed. In the first centrifugation assay, SeNPs were enzyma-
tically synthesized, and centrifugation was then used to remove
SeNPs from solution along with any associated enzyme. The
percentage of bound enzyme was determined by measuring the
protein concentration in the soluble fraction after precipita-
tion. It was found that 83.1 � 1.0% of GRLMR-SeBP was bound
to SeNPs, while 14.4 � 2.6% of GRLMR was bound to SeNPs
(Fig. 11). This demonstrates that concatenation of SeBP to
GRLMR improves nanoparticle binding affinity.

Fig. 9 Panels a–d show SEM images of fixed BL21 E. coli. Panels a and c
show cells without the GRLMR plasmid, whereas panels b and d show cells
that include the plasmids that are expressing GRLMR. Panels c and d show
EDS overlay, where areas that are mapped to Se are colored red. Figure
adapted from (22) with permission. Further permissions related to the
material excerpted should be directed to the ACS.

Table 1 Sequences identified after three rounds of selection versus GRLMR-synthesized SeNPs. Sequences are described by population frequency,
isoelectric point, and the amount of phage expressing the peptide sequence that bound to the three negative screen conditions (BSA, unreacted GRLMR,
and SeNPs). Each titer began with an initial phage titer of 1010 pfu. Adapted from (46) with permission. Copyright 2020 American Chemical Society

Peptide sequence Frequency pI Polystyrene GRLMR SiNP

Wild type N/A N/A 3.9 � 104 1.5 � 105 1.8 � 104

SeBP LTPHKHHKHLHA 19/33 9.37 3.7 � 104 2.6 � 105 3.0 � 105

SeBP2 GPHHMHHHRTHH 7/33 10.47 1.1 � 109 2.1 � 109 7.9 � 109

SeBP3 WPRHHWHTNYMR 1/33 11.15 3.2 � 108 3.9 � 108 1.3 � 108

SeBP4 GWHSPHAHWRVK 1/33 10.61 4.4 � 104 3.3 � 105 3.7 � 105

SeBP5 THYNPLRINPIT 1/33 9.95 9.8 � 103 6.8 � 105 1.8 � 104

SeBP6 KVHIMHFHHHSL 1/33 9.08 N/A N/A N/A
SeBP7 HSWSTIKRIETM 1/33 9.07 N/A N/A N/A
SeBP8 WPHLQHHKATSR 1/33 10.61 N/A N/A N/A
SeBP9 HDRMTKSSFSPP 1/33 9.07 N/A N/A N/A
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In the second centrifugation assay, SeNPs were abiotically
synthesized using NaBH4 reduction; the percentage of bound
enzyme was again determined by measuring the protein
concentration in the soluble fraction after precipitation.
GRLMR-SeBP preferentially binds smaller SeNPs (30 nm or
50 nm) compared to larger SeNPs (125 nm or 900 nm). This
indicates that there is an intrinsic preference of GRLMR-SeBP
to bind SeNPs that are close to the typical SeNP size formed by
enzymatic reduction. These results demonstrate that GRLMR-
SeBP forms smaller and more monodisperse SeNPs than
GRLMR. The results also demonstrate that concatenating SeBP
to GRLMR improves the binding affinity for smaller SeNPs.

Raman spectroscopy was used to confirm enzyme conjugation
by monitoring established histidine-metal binding modes and
peptide backbone conformation in both free and SeNP bound
states. The interpretation of Raman spectra suggested that the
SeBP peptide forms covalent bonds to histidine residues via
mono- and bivalent conjugation, which is supported by observing
conformational shifts in its backbone signature from an unor-
dered structure to a b-sheet configuration. Finally, the enzymatic
activities of GRLMR versus GRLMR-SeBP were measured by spec-
troscopically monitoring NADPH depletion during enzymatic
reactions. It was found that the KM is significantly lower for

GRLMR-SeBP than GRLMR alone when HNaSeO3 was used as
the substrate (0.22 � 0.06 mM versus 1.92 � 1.28 mM). Addition-
ally, the kcat was significantly higher for GRLMR-SeBP than
GRLMR when using HNaSeO3 as the substrate (40 � 2 min�1

versus 23 � 9 min�1). When GSSG was used as the substrate, the
measured KM or kcat values were not significantly different for
GRLMR versus GRLMR-SeBP (Fig. 12). These results indicate that
concatenating SeBP to GRLMR leads to a more favourable
enzyme-substrate complex and faster enzyme activity when sele-
nite is used as the substrate. A possible reason for the increased
enzyme-substrate stability and faster enzyme activity is that SeBP
preconcentrates selenite near the active site. This could be due to
the introduction of five positively charged histidine residues near
the active site.

Overall, the GRLMR-SeBP construct appears to constitute
a cloneable SeNP (cSeNP). This construct selects the element
(Se) from a background containing many metal(loid) ions; the
construct reduces the Se in an NADPH dependent process to
form Se precipitates of the red allotrope of Se(0). The SeBP
arrests the particle size at a consistent size. Therefore, this
construct—which is encoded in DNA—makes 35 nm diameter,
spherical red Se nanoparticles that remain associated with the
construct.

Fig. 10 SEM images of nanoparticles formed using GRLMR-SeBP or
GRLMR at indicated concentrations of SeO3

2�. A histogram of the size
distributions is shown where it could be determined. Figure adapted from
(46) with permission. Copyright 2020 American Chemical Society.

Fig. 11 (a) Schematic of the centrifugation assay used to assess enzyme-
nanoparticle binding for GRLMR-SeBP (top) and GRLMR (bottom).
(b) Percentage of enzyme that remained bound to nanoparticles following
centrifugation for GRLMR (diagonal stripe) versus GRLMR-SeBP (blue).
Figure adapted from (46) with permission. Copyright 2020 American
Chemical Society.

Fig. 12 V0 plotted against substrate concentration of GRLMR (black) and
GRLMR-SeBP (blue) using (a) HNaSeO3 as a substrate, (b) GSSG as a
substrate. Figure adapted from (46) with permission. Copyright 2020
American Chemical Society.
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Assessment of molecular imaging with this cSeNP construct
is ongoing and the cSeNP appears effective—localizing SeNPs
to the expected intracellular positions of the proteins to which
cSeNP is genetically concatenated.

Motivation for ‘‘multi-color’’ cNPs

Above is the ‘story of a cSeNP’. For our goal of creating cNPs for
imaging applications, multiplexed, simultaneous tagging of
different proteins with distinguishable tags is a longer-term
goal. Fluorescent proteins that were originally isolated as green
(e.g., GFP) were subsequently evolved in laboratories to emit
different colors (red, yellow, etc.).33 The multiple colors of
fluorescent protein now enables multiplexed imaging of multi-
ple proteins of interest, each labeled with a different color of
fluorescent protein. Similarly, multiple cNP proteins, each
producing a distinguishable cNP, comprise a panel of cNPs
that enable multiplexed tagging of proteins of interest.

Inorganic NPs can be distinguished in EM on the basis of
their elemental composition, size, and/or shape. For other
modalities like X-ray imaging, elemental composition of the
cNP may be the chief means of distinguishing different cNPs.
The basis for distinguishing different elements in EM and X-ray
imaging modalities may be as simple as elemental electron
density (for instance, it is straightforward to distinguish Au and
Ag NPs using TEM, where Au NPs simply have notably higher
contrast). However, more sophisticated spectroscopic methods
such as EDS and electron energy loss spectroscopy (EELS) can also
map elemental compositions in TEM.47,48 In X-ray imaging, X-ray
fluorescence methods may allow elemental mapping (although
the resolution may be low) and tuning the X-ray wavelength to
absorption edges of particular elements can also distinguish
different elements, although variable wavelength X-rays require
specialized X-ray sources such as synchrotrons.

In this context, we are working to make size/shape or
elementally distinct cNPs. Most of our work to-date has been
toward making elementally distinct cNPs.

Identification of a TeO3
2� reductase/mycothione reductase

from Rhodococcus erythropolis PR421

In this paper, we began by collecting environmental samples
from abandoned mine sites in Clear Creek County, Colorado,
USA. Mining in this region dates to the 1851 Colorado Gold
Rush, and most mines have not been active for over a century.
Many of these mines leach mine runoff that carries substantial
metal contamination.

The environmental sampling was facilitated by the Clear
Creek Watershed Foundation—a nonprofit organization dedi-
cated to the cleanup of mine sites in Clear Creek County, whose
mine runoff contaminates Clear Creek with toxic metals.

Here, we worked under the hypothesis that microorganisms
that survive in normally lethal concentrations of toxic metals
may reduce these metals to zerovalent form as a means of
detoxification. One of the isolates from this sample collection
was able to grow on LB-Agar that contained normally lethal

concentrations of Fe(II), Cu(II), AsO3
2�, SeO3

2�, TeO3
2�, Cd(II)

and Zn(II).
To discover any inorganic oxidoreductases involved in this

remarkable set of metal tolerances, we followed the same proce-
dure that we used to isolate GRLMR from the Se specialized
P. moraviensis stanleyae. This involves first fractionating all soluble
proteins on one or more non-denaturing gels, then staining gels
with different metal salts and enzyme cofactors, and finally per-
forming proteomic mass spectrometry analysis on any bands that
appear from combinations of enzyme cofactors and metal salts to
identify enzymes that may have precipitated the metal salts.

Fig. 13 shows the results of this screening for metal(loid)
reductase activity in this isolate. Among the inorganic ions
tested, only TeO3

2� was enzymatically reduced in-gel (Fig. 13,
panel A). Proteomic mass spectrometry revealed 13 proteins
associated with the precipitate, 4 of which are NAD(P)H depen-
dent enzymes (Fig. 13, panel B). Of those enzymes, we judged
the mycothione reductase to be of the greatest interest because
it belongs to the same class I pyridine nucleotide-disulphide
oxidoreductase enzyme family as GRLMR and mercuric reductase.
Notably, mycothione reductase fills a similar role as glutathione
reductase; in mycothione containing organisms, mycothione is
used to establish redox balance—whereas in most organisms,
GSH accomplishes this.

Mass spectrometry identified the organism as Rhodococcus
erythropolis PR4. The genome of this organism was already
sequenced and available in published sequence databases.
We used the existing genomic information to determine the
sequence of the mycothione reductase, and then expressed and
purified this enzyme recombinantly from BL21 E. coli.

In in vitro experiments, the mycothione reductase was found
to have significant selectivity for tellurite over selenite. This was
surprising because the oxyanions are very similar, and the
reduction potential for selenite makes it easier to reduce than
tellurite. The standard reduction of potential for the reaction
TeO3

2� + 3H2O + 4e� 2 Te + 6OH� is �0.57 V vs. Hydrogen.
The corresponding reduction of SeO3

2� is �0.366 V. Thus,

Fig. 13 (a) Native PAGE gel sections incubated in indicated metal(loid)
ions and NADPH. The arrow indicates reduced insoluble TE0 particulate.
Cu(II) was precipitated in gel with and without protein. (b) Proteins
associated with the excised Te(0) by LC-MS/MS. Entries in italics indicate
the presence of an NAD(P)H binding domain. Figure adapted from (21) with
permission.
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SeO3
2� is the preferred substrate for reduction in the absence

of a mechanism for substrate selectivity.
This selectivity for Te over Se was quantified in assays in

which both TeO3
2� and SeO3

2� were present in different molar
ratios. Fig. 14 shows that in equimolar concentrations of Te and
Se, the enzymatic precipitant incorporated 7 tellurium atoms
for each selenium atom as determined by inductively coupled
plasma mass spectrometry analysis. Even when selenium was
present in a 10-fold excess to tellurium, the enzymatic products
incorporated tellurium in an almost 2 : 1 ratio.

This selectivity was found to depend on pH. Assays done at
pH values of 6, 7, 8 and 9 showed the greatest discrimination
between tellurium and selenium at pH 6, with decreasing
selectivity as pH rises (Fig. 15).

In this paper, we postulated a mechanism for selectivity of
tellurium over selenium by the mycothione reductase which we
now view as flawed. Here, we postulate what we believe to be a
more plausible mechanism for enzymatic preference of Te over Se.

A homology model for the structure of mycothione reductase
was generated with Phyre2. This homology model was subse-
quently aligned with GRLMR in Pymol to show mutations
which may contribute to the observed substrate specificity.

Several notable mutations in mycothione reductase are
located in an apparent cavity that is oppositional to the putative
substrate entry channel of GRLMR. Four of the seven mutations
within this region result in aromatic residues for mycothione
reductase, with several of these residues being Histidine. This
set of aromatic residues may contract the immediately surround-
ing region through p–p stacking interactions; this contraction
may expand the substrate entry channel, accommodating of
TeO3

2�, which is a larger substrate than SeO3
2�. The protonation

of the histidine residues at lower pH values is implicated in this
structural rearrangement by the pH dependence of the observed
selectivity.

In summary, we isolated a Class I pyridine nucleotide-
disulphide oxidoreductase that is specialized for tellurite reduction.
This is a curious finding because tellurite reduction is energetically
more difficult than selenite reduction, and selenite and tellurite are
otherwise very similar oxyanions. This enzyme currently represents
a lower priority for our adaptation to a cNP purpose because of the
toxicity of tellurium. However, it is attractive for adaptation because
mycothione is not present in most cells, meaning TeO3

2� will not
be competing with mycothione as a substrate. (In our testing, the
mycothione reductase did not act upon oxidized glutathione in any
detectable manner.)

Enzyme-catalyzed in situ synthesis of temporally and spatially
distinct CdSe quantum dots in biological backgrounds49

Metal chalcogenide semiconductor nanoparticles are often
referred to as quantum dots. This naming reflects the observation
that electrons within semiconductor nanoparticles behave like a
quantum particle in a box. Quantum dots can be very bright
luminescent emitters with quantum yields over 90%. This makes
quantum dots attractive as potential luminescent labels in optical
or fluorescence microscopy.

Many semiconductor nanoparticles are made as metal-
selenides, for example, CdSe. In this paper, we found that
when Cd2+ ions are included in the synthesis of SeNPs by
GRLMR, what results are luminescent CdSe nanoparticle quantum
dots, instead of the non-emissive SeNPs that we made previously.
Therefore, GRLMR joins cystathionine g-lyase from Stenotropho-
monas maltophilia50,51 and nitrate reductase from Fusarium oxy-
sporum52 in a category of enzymes that generate active monomers
to help mediate metal nanoparticle growth.

In prior papers that identified enzymes that synthesize
quantum dots, a general theme is that the enzymes generate
dianionic chalcogenides (e.g., S2� from cysteine). These dianio-
nic chalcogenides then crystalize with dicationic metals (e.g.,
Cd2+). The resulting nanocrystals comprise quantum dots.

Fig. 14 Elemental composition of precipitates resulting from enzymatic
reactions in indicated ratios of tellurite and selenite as determined by ICP
MS. Figure adapted from (21) with permission.

Fig. 15 The effect of pH on mycothione reductase substrate selectivity;
Y-axis shows initial velocity of mycothione reductase with tellurite or
selenite. Each substrate was present at 2 mM. Figure adapted from (21)
with permission.
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Following this rationale, we hypothesized that GRLMR might
reduce GS-Se-SG (where Se’s oxidation state is +2) to Se2�. The
Se2�ions could then crystallize with any Cd2+ forming fluores-
cent semiconductor nanocrystals. This rationale is summarized
in Fig. 16. In this rationale, the presence of dissolved oxygen
oxidizes Se2� to Se(0) which forms the usual observed SeNP
product of GRLMR. Evidence for this hypothesis arises from the
observation that the QDs only form when oxygen is excluded
from GRLMR catalyzed SeNP synthesis in the presence of Cd2+.

Much of this paper describes mechanistic work showing
that while GSH can also reduce SeO3

2� to Se(0) and Se2�, the
rate of this process is slow compared to the enzymatic process.
Overall, this paper shows that GRLMR can be used to form
CdSe semiconductor quantum dots. This is appealing because
of the possibility of making cNPs that are both electron dense
and fluorescent. Such a tool is useful in the emerging field of
CLEM—where fluorescence microscopy images are used to
determine which parts of a sample should be examined at high
resolution by EM, and which parts are of less interest.

Other approaches to cloneable
contrast in EM

In addition to the cNP approach, we have attempted to form
cloneable contrast agents from the naturally occurring metal
handling proteins Dps and metallothionein. The Dps approach
failed completely and has never been published. The metal-
lothionein approach functions in the limited circumstances of
high-copy number proteins in fixed cells, as outlined below.

Metallothionein as a cloneable tag for protein localization by
electron microscopy of cells53

We explored the use of metallothionein as a cloneable contrast
tag. Metallothioneins are small cysteine rich proteins belonging to

the broader class of phytochelatins. Such proteins are naturally
expressed during heavy metal stress to most cells. The cysteine-
rich proteins chelate metal ions, helping to sequester and reduce
toxic effects of metals. There is some prior history of investigation
of metallothionein as a cloneable contrast agent by others.

Previous studies demonstrated by mass-spectrophotometric
measurement that metallothionein can capture enough gold
atoms to theoretically be visible in cellular electron microscopy.
Metallothionein can achieve this function when conjugated to a
protein.36 These studies increased the appeal of metallothio-
nein as a cloneable contrast tag but did not demonstrate
success in imaging.

We do not define cloneable contrast tags formed by metal-
lothionein as a biogenic cNP for three reasons. First, these tags
are essentially inorganic coordination complexes—which are
not classically ‘particulate’—even as they may appear as such in
an electron microscope. Second, the chemistries developed that
allow successful imaging of metallothionein are incompatible
with living cells; more specifically, the chemistries developed
here use Aun+ salts, which are quite reactive with living cells.
Finally, a cNP can be modified by altering the DNA encoding
the cNP. In an approach where the underlying chemistry is
stoichiometric binding of metal ions to cysteine, the only way to
modify the construct to modify metal activity is adding or
removing cysteine residues to the protein. This manipulation is
only able to modify the number of metal ions coordinated—i.e.,
changing the DNA cannot dramatically modify materials properties
such as elemental composition, crystal structure, size, or shape.

Nonetheless, metallothionein is appealing for potential
applications as a cloneable contrast tag, whose electron scattering
properties could be enhanced post-fixation and before EM
imaging.

In this study, we attempted to label several proteins, which
provided an assessment of how well metallothionein performed
as a cloneable contrast tag. Metallothioneins range in weight
from 0.5–14 kDa, which satisfies the requirement of a small-size
tag. To assess the ability of metallothionein to label proteins
with a high copy number, wild-type desmin (a filamenting
protein) was tagged with a single metallothionein and expressed
in bacteria. After desmin was freeze-substituted and treated with
aurothiomalate, the metallothionein-labeled desmin showed
staining with small particles. Furthermore, this type of staining
was not seen in the wild-type desmin, which indicated that the
staining was due to metallothionein and that the staining
resulted in a good signal to noise ratio (Fig. 17).

To assess the ability of metallothionein to localize a tagged
protein in the complex environment of a cell, an SPC42 protein
product was tagged with two copies of metallothionein. SPC42
is a component of the yeast spindle pole body and is located
approximately at the plane of the nuclear envelope. It was
found that following the same procedure as followed for
desmin did not yield adequate signal. Instead, use of a Nano-
probes gold enhancement kit was required (Fig. 18). To this
point, sections were stained with aurothiomalate after freeze
substitution. Therefore, staining during the process of freeze
substitution was assessed next.

Fig. 16 (A) Sketch of suggested selenite reduction pathway via GRLMR.
Fluorescence can be visualized through UV illumination of particles formed
by reduction of Se2+ to Se2� by GRLMR with Cd2+ present in (B) air-free
conditions and (C) in atmosphere. Figure adapted from (49) with permission.
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It was found that the best signal was achieved by first
staining sections with Au(III)Cl3 during freeze-substitution, then
treating samples with diglyme, and finally enhancing using a
silver enhancement protocol.54 Control samples not tagged
with metallothionein did not show staining, regardless of
whether they underwent the diglyme and silver enhancement
protocol. However, metallothionein tagged samples that under-
went staining during freeze-substitution, diglyme treatment,
and silver enhancement showed strong labeling, which allowed
single particles to be detected (Fig. 19). The studies using
desmin and spc42 provide evidence that metallothionein can
reveal the location of proteins with many copies localized to a
small area.

To assess the capabilities of metallothionein as a tag for low-
copy number proteins, protein components of the nuclear-pore
complex were tagged with metallothionein and stained.

No staining of the nuclear pore complex was observed, although
many staining and enhancement protocols were attempted.

Despite unsuccessful attempts to stain components of the
NPC, the successful applications of metallothionein to stain
both desmin and spc42 demonstrates the potential of metal-
lothionein as a cloneable contrast tag in fixed cells.

Overall, this paper shows that metallothionein can be effective
to localize high copy number proteins that are concentrated in
specific areas, such as filamentous or ultrastructural proteins. For
low copy number or isolated proteins, metallothionein does not
appear effective. These approaches with metallothionein also
require that cells are fixed before metal incubation and are
therefore somewhat limited compared to the cNP platform
approach, which can use essential elements to form high contrast
particles in live cells.

Dps as a cloneable tag

Iron oxide encapsulating proteins such as ferritin and Dps
create iron oxides that can be identified in electron microscopy.
Ferritin has been investigated as a cloneable tag.3 Ferritin is
comprised of 24 protein subunits that assemble into a capsule
which can contain an iron oxide core of up to B8 nm in
diameter. Concatenating a ferritin subunit to a protein of
interest at the DNA level can cause a ferritin capsule to become
attached to that protein of interest. This approach has not
become widely used because several proteins of interest can
become integrated into a single ferritin capsule. This cross-
linking, as well as the sheer size of ferritin, are likely to cause

Fig. 17 Tomographic slices of (A) wild-type desmin (B) metallothionein-
labeled desmin. Scale bars = 100 nm. Figure adapted from (53) with
permission. Copyright 2015 Royal Microscopical Society.

Fig. 18 (A) Diagram of spc42; the metallothionein tag was added to the
C-terminus. (B) Tomographic slices of wild-type spc42. Tomographic slices
of Spc42-2x metallothionein (C) incubated with aurothiomalate alone, and
(D) first stained with aurothiomalate followed by enhancement with the
Nanoprobes gold enhancement kit. Scale bars = 100 nm. Figure adapted
from (53) with permission. Copyright 2015 Royal Microscopical Society.

Fig. 19 Staining of wild-type spc42 during freeze substitution (A) without
diglyme treatment and silver enhancement and (B) with diglyme treatment
and silver enhancement. Staining is not observed in either condition.
Staining of Spc42-2xMTH sections (C) without diglyme and silver enhance-
ment and (D) with diglyme treatment and silver enhancement, which allowed
for the detection of particles (D, inset). Scale bars = 100 nm. Figure adapted
from (53) with permission. Copyright 2015 Royal Microscopical Society.
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artifactual observations around the localization of the protein
of interest.

An improvement on this approach may be to use Dps, which
is sometimes described as a mini-ferritin. Dps is a capsule
protein comprised of 12 subunits, which can contain an iron
oxide mineral up to B4 nm in diameter, which can be visualized
in cells. A ‘single-chain’ Dps—where up to 12 Dps protomers are
linked with a flexible linker sequence at the DNA level is in
principle possible.

Our work on Dps involved making the DNA that encodes
Dps from 12 Dps protomers, each linked by a flexible linker.
Despite many attempts, we were unable to express functional
Dps as a 12-mer, 6-mer, 4-mer or 3-mer construct. For now, we
hypothesize the linker that we chose may have been incompa-
tible with DPS folding and therefore function. We hypothesize
that different linkers might allow DPS protomers to be linked
into functional units, using modern computational protein
folding assessment tools to identify successful linkers.

Outlook and future directions for cNPs

As a field, synthetic chemistry aims to develop and improve
methods for creation of well-defined molecules and materials.
The synthetic chemistry sub-field of organic synthesis is particularly
impressive in this regard, with well-developed methods for
discrete addition or removal of atoms to defined locations in
complex molecules. Cyclization reactions, solid phase synthesis
and enantioselective control, among other tools, facilitate the
precision synthesis of carbon-rich products including pharma-
ceuticals, oligonucleotides, and plastics.

Outside of organic synthesis, precise ‘magic number’
nanoclusters are now routinely made with atomic precision
and resulting defined structure, up to about B500 metal atoms.
These nanoclusters are already used as extrinsic biological
contrast agents, catalysts, and their continued synthetic
exploration allows advancement of fundamental knowledge of
cluster physics. Improved control over NP synthesis in biologi-
cal contexts is a logical (and destined) progression.

Research on biogenic NPs appears to be currently in a ‘‘gold
rush’’ era, with sharply growing numbers of active researchers
and publications (Fig. 20). These publications include those
that address fundamental aspects of nanoparticle chemistry,
new synthetic routes, and a wide variety of potential applica-
tions. The research area is presently highly interdisciplinary,
with contributions coming from chemists, physicists, geolo-
gists, and microbiologists.

As the field of biogenic nanoparticles continues to develop,
we anticipate an increasing emphasis on synthetic precision, by
analogy to the development of other synthetic chemistry sub-
fields. We postulate that the cNP platform approach, which
mixes and matches well-defined metal oxidoreductases and
proteins and peptides that enforce NP shape, provides a robust
approach to improving biogenic NP precision and design.
Biological evolution over eons has produced many examples of
atomically precise/defined molecules. For bio-organic synthesis,

biology often allows synthetic organic transformations that are
difficult or impossible to achieve in vitro. It’s an ambition of ours
to push cNP synthesis to achieve similar levels of atomic preci-
sion in nanomaterials synthesis, using well-defined biological
approaches.

One way to conceptualize this approach is as an extension of
the central dogma of molecular biology. This states that DNA
contains all the information to create an atomically precise
protein. To convert DNA information into protein function, the
DNA is transcribed into RNA, which is then translated into
functional proteins.

Extending this dogma to cNP synthesis, we suggest that DNA
(information) can be transcribed into mRNA (information
transfer) which is then translated into protein (translating
information into function). The protein then creates a cNP,
translating function into discrete synthetic product. This
approach suggests the possibility of next-generation nanoscale
materials where the synthetic information is not contained in
journal-article text, but rather in DNA sequence.

Much in the same way that unnatural amino acid incorpora-
tion has expanded the ‘‘chemical space’’ that biology is allowed
to partake in, so too will cNPs open the door to exploring new
interfaces of nanoscale inorganic nanomaterials and biosystems.
As we approach this paradigm, we ask ourselves: what new and
exciting things will be discovered?

cNP synthesis does have intrinsic limitations. Not every
metal(loid) on the periodic table, for instance, is compatible
with redox reactions that are biologically achievable. Elements
with redox potentials outside the range of �1.0 V to 1.0 V
relative to SHE will either be too favorable for controlled
reduction or too unfavorable for any redox chemistry to occur
at all. In the case of ‘uncontrolled’ reduction—oxidation of
ubiquitous biomolecules such as sugars, tyrosine and trypto-
phan, and nucleobases by easily reduced elements is likely to
be implicated. Such elements are likely to be reduced in
nonspecific ways within biological matrices. Pourbaix diagrams

Fig. 20 Papers on the topic of ‘biogenic nanoparticles’ per year, from
Web of Science.
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describe expected redox potential versus pH and can help identify
elements that are good candidates for inclusion in cNPs.55,56

For our target applications in imaging, electron-rich (e.g.,
higher-Z) elements are the most attractive, as they provide
greater contrast relative to the less electron rich elements of
C, O, N, H and P that comprise most of the biological matrix.
Based on these considerations, Zn, As, Te, Fe, Cd, Se, Bi and Co
ions are of highest interest for cNP incorporation because of
relatively favorable redox potentials and Z-values. We consider
comparably toxic elements as lower priority choices. Although
the cNP machinery may confer tolerance to elements such as
Cd and Te, their intrinsic toxicity at small concentrations
presents complications that are less pronounced for biologi-
cally essential elements such as Zn, Fe and Se, as well as
elements that are generally less toxic such as Bi (a component
in pharmaceuticals such as Pepto-Bismol). Bismuth is particu-
larly attractive for our future work as it is the most electron-rich
non-radioactive element on the periodic table.

Many metal(loid) oxidoreductases are comparatively large
proteins. Class I pyridine nucleotide-disulphide oxidoreductases,
including GRLMR, are typically B100 kDa homodimers—before
they are saddled with an attached inorganic nanoparticle.19–21,57

For comparison, widely used fluorescent proteins like GFP are
B27 kDa monomers. GFP is well known to alter the biological
activity of many of the proteins that it is concatenated to,
potentially resulting in artefactual observations.58,59 It’s hypothe-
sized that larger ‘tags’ are more likely to alter biological activity
of concatenated proteins; large size can hinder POI diffusion
kinetics and position contrasting markers distally to the point of
interest, whereas multimericity can convolute labelling effi-
ciency. Therefore, one of our future directions in cNP synthesis
is to develop smaller inorganic oxidoreductases.

We are investigating approaches for making GRLMR a func-
tional monomer of decreased mass. Other metal(loid) oxidoreduc-
tase enzymes may be of interest as starting points for further
engineering. For instance, a 27 kDa NADH-dependent cytochrome
b5 reductase was recently isolated from a strain of Muchor racemo-
sus;60,61 similar to GRLMR, the enzyme conveys nanoparticle-
mediated metal tolerance to silver and palladium when cloned
into laboratory microorganisms. Alternatively, arsenate reductase62

may be amenable to engineering processes that alter its substrate
specificity to metals other pnictides such as Bismuth.

It is possible that newfound and promising enzymatic
systems may possess kinetics or substrate specificity that
nullify their otherwise ideal characteristics (e.g., mass, stability,
metal(loid) reduction, monomericity, etc.). Given the discrete
genetic nature of cNPs, we offer the prospect of using directed
evolution as a means of manipulating enzyme function to
better serve the needs of cloneable contrast. Doing so will
necessitate the development of robust selection methods for
metal reductases, which is a relatively unexplored area.

Conclusions

In this feature-article, we have described the development of a
cNP platform technology. Our main goal is to develop cNP

based cloneable contrast agents for biological imaging. It is
conceivable that our approach may one day result in a single
cloneable contrast agent that allows imaging in many modal-
ities (optical, fluorescent, electron, X-ray, magnetic imaging).
We are also interested, to a lesser extent, in using cNP
approaches for bioremediation of toxic metals.

The platform is not limited to applications in imaging and
bioremediation. Rather, we expect that many applications
explored for biogenic NPs such as biomining and solar photo-
conversion might one day benefit from the increased precision
of synthetic product made possible with the well-defined
components of this platform and their intrinsic linkage to
laboratory evolvable DNA sequences. The intracellular aspect
of cNP synthesis further offers the prospect of integrating cNPs
with other cellular processes to offer the prospect of cellular
engineering to accomplish yet unimagined goals.
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