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Time gated Fourier transform spectroscopy with
burst excitation for time-resolved spectral maps
from the nano- to millisecond range†

Mikkel B. Liisberg, * Vanessa Rück and Tom Vosch *

We demonstrate burst-mode Time Gated Fourier Transform

Spectroscopy (bmTG-FTS), a technique for simultaneously capturing

and disentangling emission signals from short- (ns) and long-lived

(ls–ms) states. We showcase the possibilities of the technique by

preparing time gated temporal-spectral maps from a dual-emissive

DNA-stabilized silver nanocluster (DNA-AgNC).

Among the most essential parameters for the characterization
of novel luminescent materials are the spectral features, which
include emission maximum and shape, and luminescence
decay time.1–9 Emission spectra and decay curves are often
measured under different experimental configurations. Even
when recording decay curves, different equipment is often used
depending on the decay time. Nanosecond decays are usually
obtained with high repetition rate pulsed lasers and time-
correlated single photon counting (TCSPC), while slower decays
are traditionally acquired with low repetition rate pulsed Xe
flashlamps.10,11 We recently demonstrated how a burst-mode
excitation scheme in combination with TCSPC could be useful
for simultaneously measuring the temporal response of the
short- and long-lived component of a DNA-AgNC with spectrally
overlapping dual emission.12–15 While this allowed for measur-
ing temporal dynamics from the sub-ns to ms timescale in a
single measurement, it did not yield any information on the
spectral features.12 In another recent publication, we showed
how the insertion of an interferometer in the emission path of a
standard TCSPC setup allowed for collecting and disentangling
the spectra of short- and long-lived components.16 In this case,
however, the temporal dynamics of the long-lived component
was unresolved.

In this contribution, we have effectively combined our two
previously introduced methods into one,12,16 which we term

burst-mode time gated Fourier transform spectroscopy (bmTG-
FTS). With bmTG-FTS, a single measurement is conducted that
allows for collecting spectral-temporal maps of disentangled short-
lived fluorescence and long-lived luminescence contributions on the
nano- to millisecond timescale. Thus, bmTG-FTS simultaneously
provides some of the most important spectral and temporal para-
meters for the characterization of novel luminescent materials. In
this paper, we will describe the working principle of bmTG-FTS and
demonstrate its applicability with an exemplary DNA-AgNC that
shows dual emission on the nano- to millisecond timescale.17

bmTG-FTS is based on three key elements: TCSPC hardware,
an interferometer, and a high repetition laser (MHz) that can be
switched on and off on a microsecond time scale. Using TCSPC,
each detected photon is assigned a ‘micro-time’ and a ‘macro-
time’ (Fig. 1a). The micro-time (t) is the time between a
detection event and the next sync pulse and has a sub-ns time
resolution. This time domain is commonly used for determining
the decay time of short-lived fluorescence (ns) that decays within
two consecutive excitation pulses. In such measurements, long-
lived luminescence (ms–ms) appears as a virtually flat background
along with the detector dark counts and after pulsing events. The
macro-time (T) is the time between the start of the experiment to
a detection event (note that what is recorded is the time of the
next sync pulse). It has a time resolution equal to the reciprocal of
the laser’s repetition rate (e.g., 100 ns for a repetition rate of
10 MHz, or faster if an internal clock is used). This time domain
can be used for measuring slower processes, like the rise and
decay of a long-lived state (ms–ms).12 By implementing a burst
excitation scheme, it is possible to simultaneously measure the
short- and long-lived response of a luminescent species. With the
combined micro-macro information, it is possible to numerically
time gate the photons according to their micro-times and calcu-
late the number of photons originating from either the short- or
long-lived state/species, as depicted in Fig. 1a. More details on
the burst excitation scheme and gating of photons according to
their micro-times can be found in Liisberg et al.12

The spectral aspect of bmTG-FTS is obtained with a common-
path birefringent interferometer (Translating-Wedge-based
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Identical pulses eNcoding System; TWINS). The working prin-
ciple of the TWINS interferometer has been described in detail
previously.18 Briefly, the TWINS interferometer is positioned in
the emission path, and luminescence is passed through it. In
the TWINS interferometer, the two polarization components of
the emission light travel on the same path but will inhere a
delay due to the birefringent medium. An interferogram is
produced by recording the luminescence signal as a function
of their time delay (I(x), Fig. 1b). The time delay is controlled by
moving a birefringent wedge pair a distance, x. Fourier trans-
forming (FT) the recorded interferogram and performing a
series of calibrations yields the corresponding emission spec-
trum (I(l)).18

By combining TCSPC with the TWINS interferometer, it is
possible to record 2D temporal-spectral maps, which has pre-
viously been demonstrated in the micro-time domain.16,19,20 In
the micro-time domain, it is possible to temporally disentangle
spectrally overlapping signals with ease if their decay times are
sufficiently distinct (e.g., a short-lived state of 1 ns and a long-
lived state of 1 ms). This allows for determining the decay time

of the short-lived state, but the temporal evolution of the long-
lived state is not resolved due to the limited size of the time-to-
amplitude (TAC) window.16

By utilizing a burst excitation scheme, it is possible to have a
single technique that can simultaneously capture both spectral
and temporal features on a short (ns) and long (ms–ms) time-
scale. To exemplify this, we consider here the hypothetical case
of a dual emissive species with a short- and long-lived compo-
nent. In the micro-time domain, the results are similar as to
experiments performed without bursts.16 An ungated micro
time-resolved interferometric map (mTRIM, IUG(t, x)) will reveal
a short- and long-lived component. FT of the mTRIM yields a
micro time-resolved emission map (mTREM, IUG(t, l)) revealing
two spectrally distinct bands (Fig. 1c), one decaying and syn-
chronized with the excitation pulse and one seemingly unsyn-
chronized and virtually flat over the time window. The addition
of the burst excitation scheme allows for using the macro-time
information for investigating the temporal dynamics of the
long-lived component. Similar to the micro-time domain, an
ungated macro TRIM (MTRIM, IUG(T, x)) is prepared, which by

Fig. 1 Principle of bmTG-FTS. (a) In burst-mode TCSPC measurements, micro- and macro-times are recorded. Burst-mode excitation and time gating
allow for temporally disentangling the short-lived fluorescence (Fl) from the long-lived luminescence (Lu). (b) In interferometry, an interferogram is
recorded by displacement over a known distance and the corresponding emission spectrum is obtained by FT. (c) In ungated bmFTS, burst-mode TCSPC
is combined with interferometry allowing for following the spectral and temporal evolution of short- and long-lived components on both timescales.
However, when used ungated, spectral signals might be overlapping. (d) In bmTG-FTS, the signals are gated according to the micro-times, which makes
it possible to completely disentangle the fluorescence from the luminescence spectrally and temporally.
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FT yields a macro TREM (MTREM, IUG(T, l)). This will reveal a
short-lived component that is only emissive during the on
period of the burst. The long-lived component, on the other
hand, will build up during the on period and decay, free from
fluorescence, during the off period of the burst. While the
MTREM spectrally resolves the temporal evolution of the two
components on the long timescale, they might still overlap
spectrally. To disentangle the two components both spectrally
and temporally it is possible to gate the photons in the micro-
time domain and prepare either fluorescence or luminescence
gated MTRIMs (IFl(T, x) and ILu(T, x)), which by FT in turn gives
the corresponding MTREMs (Fig. 1d, IFl(T, l) and ILu(T, l)). A
description of how to gate photons in the micro-time domain
and create gated MTRIMs and MTREMs is outlined in the ESI.†

For the proof of principle demonstration of bmTG-FTS, we
decided to investigate a dual emissive DNA-AgNC, which we recently
reported.17 This particular AgNC is stabilized by the DNA sequence,
50-TGGACGGCGG-30, and mass spectrometry revealed that the
cluster has a molecular formula of (DNA)2[Ag18]12+.17 It has an
absorption maximum at 543 nm and two emission bands, one
associated with a ps decay and one with a ms decay. The ratio
between the two peaks proved to be dependent on the excitation
intensity, with the long-lived band decreasing at higher excitation
intensities, which allowed for the realization of a molecular light
intensity meter. This DNA-AgNC is ideal for demonstrating the
benefits of bmTG-FTS, as many photophysical properties ideally
need to be measured simultaneously to avoid undesired effects
from using different experimental setups and excitation intensities.

We measured an aqueous solution of (DNA)2[Ag18]12+ at
room temperature with bmTG-FTS (see ref. 17 for details on
the synthesis and purification method), and the corresponding
ungated mTRIM is shown in Fig. 2a. FT of the mTRIM reveals
two bands; a fluorescence band centered at 621 nm that is IRF
limited, and a luminescence band centered at 847 nm that is
constant in the entire TAC window (Fig. 2b). Because we used a
burst excitation scheme (lEx = 520 nm, I = 3.4 kW cm�2, fMicro =
13 MHz, fMacro = 1 kHz, Ton = 0.4 ms, Toff = 0.6 ms, see Fig. S1 for
IRF, ESI†), we can similarly prepare the ungated MTRIM
(Fig. 2c), and by FT the corresponding MTREM (Fig. 2d). This
shows the expected behaviour, with the fluorescence band
initially decreasing until it equilibrates during the on period
of the burst, while it drops steeply as soon as the burst ends
(see along the red dashed line in Fig. 2d). The luminescence
band, on the contrary, shows an initial rise and equilibration
during the on period of the burst, as the long-lived state is
being populated, while it decays when the burst ends (see along
the blue dashed line in Fig. 2d). See also Fig. S2 for close-ups of
the off period and Fig. S3 for intensity traces along the dashed
lines (ESI†). Note that the corresponding integrated decay/
interferogram/spectrum is shown alongside each TRIM/TREM.

From the recorded mTRIM and MTRIM it is possible to gate the
data and prepare fluorescence and luminescence gated represen-
tations. Accordingly, a time gate around 41–55 ns is defined that
captures the entire fluorescence micro-time response. Using the
procedure outlined in the ESI,† fluorescence and luminescence
gated mTRIMs and MTRIMs are prepared (Fig. 3). Already from

the mTRIMs and MTRIMs, it is possible to see that each gated
representation has now effectively disentangled the temporally
distinct (in the micro-time domain) signals from one another.
This disentanglement is even better appreciated by calculating the
mTREMs and MTREMs, which now show both the spectral and
temporal evolution of the two bands separately. From the fluores-
cence and luminescence gated MTREMs, it is possible to extract
spectra at different time points (time-resolved emission spectra)
and similarly the temporal evolution of the intensity at different
wavelengths. In Fig. S4 (ESI†) we show gated spectra from IFl(T, l)
and ILu(T, l) at 200 ms (i.e., during the equilibrated part of the
burst) and at 420 ms (i.e., during the off period of the burst). The
gated spectra at 200 ms represents the steady state situation for
both contributions. At 420 ms, there is no fluorescence signal, while
the luminescence signal has decreased according to the decay time
of the long-lived state. Extracting the temporal response at the
fluorescence (621 nm) and luminescence (847 nm) maxima only
yields discernible signals in IFl(T, l) and ILu(T, l), respectively.
From IFl(T, 621 nm) and ILu(T, 847 nm), we tail-fit the equilibration
part during the on period and calculate intensity averaged equili-
brium times of htFl,Ei = 17 ms and htLu,Ei = 35 ms. Similarly, tail-
fitting the luminescence decay during the off period of the burst
bi-exponentially yields htLu,Di = 59 ms (see Fig. S5 for fits, ESI†). The
discrepancy between htFl,Ei and htLu,Ei indicates that this emitter
does not follow the photophysics of a simple three-level model (see
Fig. S6, ESI†), as has been shown for a different DNA-AgNC.15

Previously, for another DNA-AgNC, that behaves as a three-level
system, we have demonstrated that htFl,Ei and htLu,Ei are
similar.12,21 A final feature we would like to point out, is that
with bmTG-FTS, we are able to determine the emission maxima

Fig. 2 Ungated bmFTS data of (DNA)2[Ag18]12+ in an aqueous solution at
RT with 520 nm excitation (I = 3.4 kW cm�2, fMicro = 13 MHz, fMacro = 1 kHz,
Ton = 0.4 ms, Toff = 0.6 ms). Micro-time domain (a) TRIM and (b) TREM.
Macro-time domain TRIM (c) and TREM (d). The blue and red dashed
lines in (d) indicate the maxima of the long- and short-lived bands,
respectively.

ChemComm Communication

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 0

4 
O

ct
ob

er
 2

02
3.

 D
ow

nl
oa

de
d 

on
 3

/1
4/

20
26

 2
:4

9:
28

 P
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n 

3.
0 

U
np

or
te

d 
L

ic
en

ce
.

View Article Online

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d3cc03961g


12628 |  Chem. Commun., 2023, 59, 12625–12628 This journal is © The Royal Society of Chemistry 2023

of the fluorescence and luminescence during the burst cycle.
No significant changes could be observed with respect to the
emission maxima before and after reaching the steady state
condition (see Fig. S7, ESI†).

In summary, we introduced bmTG-FTS, a new technique for
simultaneously capturing and spectrally disentangling the sig-
nals of both short- (ns) and long-lived (ms–ms) luminescence
signals from the sub-nanosecond to millisecond timescale in a
single measurement. We demonstrated the technique on a
dual-emissive DNA-AgNC, from which we were able to extract
essential photophysical parameters including spectral features
and luminescence decay times in a single measurement.
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