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Recent work has demonstrated that for bimetallic Au-Pd systems, the rate of catalytic alcohol and formyl
dehydrogenation (DH) is intrinsically linked to the rate of oxygen reduction (ORR) within the same system.
Herein, the rate enhancement as a result of the coupling between these two processes is assessed via
kinetic analysis for the oxidative dehydrogenation of 5-hydroxymethylfurfural. The influence of the Au and
Pd molar ratio is explored for a physical mixture of carbon-supported catalysts by changing the mass of
each 1 wt% catalyst. Importantly, the activity of the bimetallic system exceeds the sum of the monometallic
analogues, at all molar ratios. It is shown that by considering the coupling between two individual reactions
(DH and ORR), the kinetic analysis of the system predicts where the maxima in monometallic and bimetallic
activity will be observed. The accuracy of the model provides further evidence and understanding of
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1. Introduction

The combination of Au and Pd to produce supported
bimetallic catalysts has led to significant performance
enhancements in a variety of important reactions including
the oxidative dehydrogenation (ODH) of alcohols and
formyls'™ and the direct synthesis of H,0,.””® Understanding
the origin and scope of these enhancement effects is crucial
to ensure bimetallic systems are employed in the most
effective way. The heightened catalytic efficiency relative to
the analogous monometallic systems is often attributed to
synergistic effects between the two metals. These can arise
from the changing of several different factors, such as
coordination number and surface electronic states, and can
result in preferable activity and selectivity.” ™"

Recently, Huang et al.'> developed an alternative approach
to explain rate enhancements observed over bimetallic Au-Pd
catalytic systems. The authors utilized both thermo- and
electro-catalytic methods to study the rate enhancements that
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cooperative redox enhancement (CORE) effects observed in bimetallic, heterogeneous catalytic systems.

arise when Au and Pd are combined in supported,
heterogeneous catalytic systems, with
5-hydroxymethylfurfural (HMF) used as their primary model
substrate. HMF is an ideal model to study such
reactions, as it possesses both alcohol and formyl
functionalities. Crucially, it was determined that by
spatially separating the metallic sites, either by using a
physical mixture (PM) of monometallic -catalysts or
through the synthesis of a Janus-type structure, the
enhancement exceeded that exhibited by an analogous Au-Pd
alloy catalyst.

Heightened performance was observed for both PM and
Janus-type systems for the ODH of a range of alcohols and
through linear-sweep voltammetry (LSV) experiments, the
separation of sites is shown to be essential in maximising the
rate of dehydrogenation (DH). It was demonstrated that Au
and Pd nanoparticles are individually catalysing distinct half-
cell reactions, namely DH and the oxygen reduction reaction
(ORR). The activity enhancement for all the ‘non-alloyed’
bimetallic systems was attributed to the intrinsic coupling of
DH occurring over Au sites and the consumption of produced
electrons via ORR at Pd sites. Pd is known to be much more
effective at ORR than Au, with the inverse true for DH, hence
it is consistent that the half-cell reactions should
predominately take place in this way."***

The transfer of electrons generated by DH through a
conductive support was found to be a significant part of the
system and the rate enhancement is diminished with the use
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of semi-conducting materials. Overall, this cooperative redox
enhancement (CORE) effect observed between Au and Pd is a
new observation and differs from the traditionally discussed
“synergy” as the individual metallic properties, such as redox
potential, are importantly unaltered, as is their individual
ability to catalyse each half-cell reaction.

Clearly, this analysis means that the rate of ORR is vital
during alcohol and formyl DH and needs to be considered. It
was demonstrated that within the CORE system, by
increasing the amount of Pd catalyst present, and therefore
increasing the rate of ORR, the rate of DH is proportionally
(yet indirectly) increased.’” Using monometallic Au and Pd
catalytic systems, Davis et al.'® extensively investigated the
importance of ORR during selective alcohol oxidation. It is
demonstrated that at high pH, hydroxide ions are the source
of the inserted oxygen atom. This suggests that O, plays an
important but indirect role within the catalytic cycle; to be
the source of hydroxide ions through its reduction prior to
dissociation. This work supports our recent discovery,"?
making clear the importance of efficient electron
consumption, in this case through oxygen reduction, that
leads to CORE effects.

ORR is a comprehensively researched reaction due to its
important role in fuel cells."®™" The exceptional strength of
the O=0 double bond (498 k] mol™") means the presence of
a catalyst is required to avoid excessive energy input.”>’ In
alkaline media, oxygen reduction can occur via a four
electron or two sequential two electron processes (eqn (1)-
(3)).>" Due to the high pH, the initial two electron process
will produce an unstable peroxide intermediate of the form
HO, , which will undergo rapid reduction to hydroxide

ions.>>*

0,(g) + 2H,0(aq) + 4¢” — 40H (1) # E° = +0.401V 1)
0,(g) + H,0(aq) + 2~ — HO, (I) + OH (1) # E° = -0.065 V (2)
HO, (1) + H,0(I) + 2¢” — 30H (aq) # E° = +0.87V (3)

The effectiveness of a catalyst towards ORR is primarily
dependant on the strength of binding between oxygen and
metal species. As described by The Sabatier Principle,** the
most active metals bind oxygen to an intermediate degree,
allowing reduction but preventing surface poisoning. Pt and
Pd are generally known to be the most active metals, lying at
the summit of volcano plots that are often used to describe
the activity of different metals and surfaces for ORR.">"*?°
Here, through the matching of kinetic modelling and
experimental data, Au and Pd will be seen to reduce oxygen
through different pathways at differing rates.

The experimental work presented by Huang et al'?
focused on the use of HMF as a substrate, hence the
important valorisation of HMF will also be the focus of this
work. HMF can be obtained from renewable biomass
resources through the dehydration of fructose and glucose
and is a pivotal platform chemical.*®*” Through a multistep
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process, the full ODH of HMF produces 2,5-furandicarboxylic
acid (FDCA), which is an important platform chemical in
itself and was named as one of the top 12 value-added
chemicals derived from biomass by the U.S. Department of
Energy.”® For example, it has the potential to replace
terephthalic acid - the starting monomer in the production
of polyethylene terephthalate (PET).>

The bimetallic PM catalytic system investigated here will use
a constant HMF: total metal (mol: mol) ratio; the Au:Pd molar
ratio will be varied by varying the mass of each catalyst used,
whilst keeping the total metal moles constant. Previously, CORE
effects have only been reported using a fixed molar ratio (4:1
(Au: Pd)),"* hence it is essential to explore where the maxima in
rate enhancement is for the combination of these specific
catalysts. The sum of the analogous monometallic systems will
be used as an activity baseline, with CORE effects responsible
for any activity above this. The monometallic systems will be
firstly assessed as to whether catalytic activity has a linear (or
otherwise) dependency on metal moles. Given that ORR must
be occurring even in monometallic situations, the dependency
will elucidate if any CORE enhancement is present here due to
the single metal performing two catalytic roles (i.e., DH and
ORR).

To build a deeper understanding of CORE effects in Au and
Pd catalysis,'” it is important to consider the kinetics of the
system. The full DH of HMF can proceed via two routes
(Scheme 1) with either the alcohol or formyl oxidation occurring
first. We have observed that the alcohol oxidation occurs first
almost exclusively when using Au and Pd catalysts,"> therefore
the initial oxidation of HMF to HMFCA will herein be used as
the basis from which to build a kinetic understanding.
Assumptions made during the kinetic analysis presented are
formulated from current understanding of CORE effects in a Au
and Pd system. A kinetic model that accurately correlates with
the experimental data will further support the proposed system
for bimetallic activity enhancement.

2. Experimental
2.1. Chemicals

Chloroauric acid (HAuCl,-3H,0, Strem Chemicals, 99.8%);
distilled (Millipore, 182MQcm at 25°C);
5-hydroxymethylfurfural (Sigma-Aldrich, >99%); palladium
chloride (PdCl,, Sigma-Aldrich, >99.9%); polyvinyl alcohol (PVA,
Sigma-Aldrich, 80% hydrolysed); sodium borohydride (NaBH,,
Sigma-Aldrich, 99.99%); sodium hydrogen carbonate (Fisher
Scientific, >99.5%); Vulcan XC72R (Cabot).

water

2.2. Catalyst preparation - sol immobilisation

The following method was used to synthesise 0.5 g of 1 wt% Au/
C and 1 wt% Pd/C catalysts. Aqueous precursor solution
(HAuCl,, 11 mg,, mL ™" or PdCl,, 5.5 mgpq mL™") and PVA (10
mg mL', PVA mass:metal mass = 1:1) were added to
vigorously stirred DI water (140 mL) in a 600 mL glass beaker.
After 15 minutes of mixing, freshly prepared NaBH, (0.15 M,
mol: metal mol = 4:1) was rapidly added and the resulting sol

This journal is © The Royal Society of Chemistry 2023
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Scheme 1 The oxidative dehydrogenation of HMF can proceed via the oxidation of either the alcohol or formyl group first.

stirred for a further 30 minutes. The support material (Carbon
Black, Vulcan XC72R, 0.495 g) was added to the colloidal
solution and stirred for a further 30 minutes enabling
immobilisation. The resulting catalyst was filtered, washed (DI
water, 1 L g') to remove inorganic ions and dried under static
air (110 °C, 16 h).

2.3. HMF oxidative dehydrogenation

A glass Colaver reactor (50 mL) was charged with an aqueous
solution (16 mL) of HMF (0.1 M) and NaHCO; (0.4 M). Under
constant stirring (1000 rpm), the solution was allowed to
stabilise (10 minutes) at 80 °C before the addition of the
catalyst in the requisite amounts. The Colaver was purged 5
times with O, before pressure was maintained at 3 bar with
O, constantly fed into the system. The molar ratio of Au:Pd
was varied by varying the mass of the 1 wt% catalysts used.
In bimetallic reactions, the HMF: metal molar ratio was kept
constant (200:1). Typical reaction time was either 30 or 120
minutes, with samples taken at regular intervals.

Sample analysis was carried out using high-performance
liquid chromatography (Agilent Technologies 1200 series)
equipped with a diode array detector and a Hi-Plex H (300 x
7.7 mm) column. The mobile phase consisted of 5.5 mM
H,SO, solution at a flow rate of 0.7 mL min ‘. Molar
quantification, HMF conversion and product selectivity was
obtained by pre-determined response factors based on
calibrations with known concentrations of HMFCA, FFCA and
FDCA. Turnover activity is calculated from molar quantities of
the intermediates and products using the equation below.

Activity (mols™")

_ (HMFCAi x1) + (FECAmoi X2) + (FDCAms X3) (4
N Time(s)

2.4. Catalyst analysis

Inductively coupled plasma atomic emission spectroscopy
(ICP-AES) was used to determine metal loading. Catalyst

This journal is © The Royal Society of Chemistry 2023

samples were initially digested by microwave radiation before
analysis. An Agilent 7900 ICP-MS with I-AS autosampler was
used to analyse the digested catalysts for specific metal
content. All samples were diluted by a factor of 10 and made
up with 500 pL of sample into class A volumetric flasks with
DI-H,O (which included 1% HNO; and 0.5% HCI matrix). For
interference reduction, Nickel Sampling and Skimmer cones
were used with He mode on the ORS4 Octopol. Certified
Reference material from Perkin Elmer (1000/100/10/10/blank
ug L™) was used for five-point calibration, with an Agilent
certified internal standard.

Transmission Electron Microscopy (TEM) was conducted
on a JEOL 2100-JEM operating at 200 kV. Catalyst samples
were analysed as a solid dispersed on holey carbon films on
300 mesh copper grids. At least 100 particles were measured
for each catalyst to produce a particle size distribution.

X-ray photoelectron spectroscopy (XPS) was performed on
a Thermo Fisher Scientific K-alpha" spectrometer. Samples
were analysed using a micro-focused monochromatic Al X-ray
source (72 W) using the “400-micron spot” mode, which
provides an analysis defining elliptical X-ray spot of ca. 400 X
600 microns. Data was recorded at pass energies of 150 eV
for survey scans and 40 eV for high resolution scan with 1 eV
and 0.1 eV step sizes respectively. Charge neutralisation of
the sample was achieved using a combination of both low
energy electrons and argon ions.

Data analysis was performed in CasaXPS v2.3.25 (ref. 30)
after calibrating the data to the C(1s) peak maximum at 284.5
eV which is characteristic of the sp2 component of the
activated carbon. Quantification was made using a Shirley
type background and Scofield cross sections, with an electron
energy dependence corresponding to the TPP-2 M method.*"

3. Results and discussion

3.1. Kinetic model development

Within the proposed bimetallic CORE system, the initial DH of
HMF occurs over Au sites, with ORR subsequently occurring
over Pd sites. Electrons that are produced during the DH
reaction are consumed in the latter ORR reaction. The overall

Catal. Sci. Technol., 2023,13, 47-55 | 49
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2e”
H,0 + HMF m 1/20, + H,0
HMFCA + 2H* — 2H,0 «<— 2HO
Scheme 2 The proposed CORE system detailing oxidative

dehydrogenation occurring over Au sites and oxygen reduction
occurring over Pd sites. In the thermocatalytic system, the transfer of
electrons occurs through the carbon support.

process can be simply described by Scheme 2 and the
accompanying equations (eqn (5) and (6)), with the associated
rate constants detailed in Table 1.

In electrochemical experiments, the electron transfer occurs
through an external circuit. Under thermocatalytic conditions
however, electron transfer is considered to be mediated by the
carbon support. This electron transport between metallic sites
will be facile and far more rapid that any chemical reaction
taking place. Therefore, we will assume that there is no barrier
between the Au and Pd activated states. The measurement of
electron transfer barriers would subsequently not improve the
model's ability to predict experimental behaviour.

HMF + H,0 = HMFCA + 2H" + 2¢~ (5)

1 } }
502 +2¢” +H,0 — 20H (6)

In reactions over heterogeneous catalysts, the substrate (S), is
adsorbed to the surface of the metal (M) and it is at this
interface (SM) that the reaction takes place. Throughout the
subsequent model, the mole fraction of Au will be
represented by f Thus, in bimetallic systems, the mole
fraction of Pd will be equal to (1 - f). We can define the total
amount of substrate present at any given time (Sy) (eqn (7))
as well as the binding constant, K, (eqn (8)), for the adsorbed
species, under the assumption that [S]; < [M].

[ﬂr=[ﬂ%*BM]=Kmﬂ{1+E§%} )

[SM]

e = 5], (M1 - [sMI}

(8)

When the DH half-cell reaction (eqn (5)) and the binding
constant (eqn (8)) are considered, the rate of HMFCA
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production (v;) over a monometallic Au catalyst can be
derived (eqn (9)). This is simply a result of the fact that v, is
proportional to the amount of bound substrate, [SM], which
can be substituted from eqn (8). When K, [S]y > 1, ie., the
substrate is in large excess, the rate of HMFCA production is
just dependant on the specific rate constant and the amount
of Au present. An analogous equation could be derived for
Pd.

A _ KiKa[S];[Au]

1 1+Ka[S}T (9)

In a bimetallic system (eqn (10)), a term is included for
substrate interaction at each metallic site and K, is taken to
be an average of the values for Au and Pd.
_ RiKa[S)rfo[Au] | KiKa[S)p (1= f)Pd]
1+ K,[S], 1+ K4[S];

(10)

In situations where K, [S]; > 1, the equation is simplified
(eqn (11)) and (at a constant amount of metal moles) is just
dependent on the individual rate constants and the molar
ratio of metals.
vy = [MJISf + Kr-(1 - )} (11)
In the proposed CORE system, however, this half-cell reaction
is coupled to an ORR (Scheme 2), which itself has an
intrinsic effect on the overall rate. Hence, ORR (eqn (1)-(3))
needs to be included into the kinetic analysis. Thus, if eqn
(5) and (6) are considered collectively, then basic steady state
approximation yields the fact that the rate of HMFCA
production at constant metal moles is dependent on a simple
expression of rate constants that describe both ODH and
ORR (eqn (12)).
V1 kiky

M o ik (12)

In a monometallic system, the rate constants evidently refer
to the active sites on the individual metal present. Within a
bimetallic system, at constant total metal moles, the molar
ratio as well as which site is catalysing which half-cell
reaction will also affect the overall rate. Further to this, in
both a monometallic and bimetallic system, oxygen can be
reduced by two different pathways (eqn (1)-(3)). For example,
it is possible based on the structure of this model that in the
bimetallic system, DH and the initial 2e” ORR could occur
over Au sites. Subsequently, rapid peroxide reduction, as
previously discussed, could occur over Pd sites giving a rate
equation of the form of eqn (13). As can be seen, this gives a
rate that will be dependent on f*(1 - f), which would produce

Table 1 Description of rate constants associated with the initial oxidation of HMF to HMFCA as well as the subsequent oxygen reduction reaction

Rate constant Equation Descriptor

IRk, 5 Reversible formation of activated intermediate
state over Au (*) or Pd (*) sites

K1k, 6 Oxygen reduction occurring over Au or Pd sites

50 | Catal Sci. Technol., 2023,13, 47-55
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a curve with a maximum at 67 mol%. This highlights how
differing routes for ORR will result in different shaped
bimetallic activity curves.

Overall, with the individual values of k, and k, assumed to
remain constant, it is still the changing of the molar ratio
between Au and Pd (i.e., the value of f) along with the oxygen
reduction pathway that will affect the rate of HMFCA
production. This presents several possible scenarios that can
be compared to the experimental data to reveal further
insights into the CORE system. Given what we know about
the system already,"” here we will most prominently consider
the following: for monometallic Au, DH coupled with 2e”
ORR (eqn (14)); and for the bimetallic system, DH occurring
on Au coupled with 4e” ORR occurring on Pd (eqn (15)). In
the case of the latter, it is important to note that these roles
could be reversed, but this is not under consideration here.

v KfkfkA-f)

] 0 ()
v KfRKSf

M = 7]{71 (14)

v _ ke f) (1)

M| k-1

With thermocatalytic experiments alone, determination of all
the individual rate constants is not possible within the
constraints of this model. In the experimental work that follows,
a set of HMF oxidation reactions were initially run using varying
amounts either 1 wt% Au/C or 1 wt% Pd/C in monometallic
systems. 1 wt% catalysts were also used together in a PM in
various masses, but with a constant total metal content, to
evaluate the activity for HMF conversion. The kinetic model
discussed above predicts that certain activity maxima will be
seen in certain situations, and this will be compared to the
experimental data. Given that the model was formulated based
on the current understanding of CORE effects, successfully
correlating the activity of the bimetallic system at different
molar ratios of Au and Pd would also provide more evidence in
support of the CORE system.

3.2. Catalyst characterisation

To begin our experimental investigation, two carbon
supported Au and Pd catalysts were prepared via sol-
immobilisation to a target loading of 1 wt%. Microwave
digestion of the solid catalysts followed by ICP-AES analysis
confirmed both Au/C and Pd/C had an accurate loading of
1.0 wt% (Table S1f). The carbon support used - Vulcan
XC72R - is important due to its high conductivity,>* which is
necessary to facilitate electron transport.

Within our previous work on CORE effects,"” the Au and
Pd catalysts used had a metal loading of 1.75 wt% and 0.25
wt%, respectively. As they were used in a 4:1 molar ratio, the
catalysts were synthesised with differing metal loadings to
ensure a relatively consistent amount of carbon was used for

This journal is © The Royal Society of Chemistry 2023
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each catalyst (in a typical experiment, 72 mg and 71 mg of
Au/C and Pd/C were used, respectively). However, subsequent
experiments have shown that the addition of blank carbon
support to a catalytic system (either monometallic or
bimetallic) has no effect on the activity or enhancement (Fig.
S1t). Therefore, throughout the experimental work, a
consistent loading of 1 wt% is used for both Au/C and Pd/C
catalysts. This is to ensure that physical characteristics, such
as metal dispersion, are consistent allowing for us to better
probe the influence of the Au: Pd ratio.

After synthesis of these materials, they were probed by
transition electron microscopy (TEM) to determine the
supported metal particle sizes. For this, analysis was
conducted on multiple areas of each catalyst. The TEM
experiments confirmed that the sol-immobilisation method
had been effective, as each catalyst exhibited narrow particle
size distributions. Mean particle diameters of 3.0 nm and 4.2
nm were determined for the Au/C and Pd/C catalysts,
respectively (Fig. 1). Achieving a small particle size within a
tight range is vital to ensure the high activity of supported Au
and Pd catalysts, as particle size effects can influence
catalytic performance of both DH and ORR.***

XPS analysis of the Au4f region and Pd3d region was
conducted over the respective catalysts (Fig. S21), which
confirms the metallic nature of the Au present. For the fresh
Pd/C catalyst, a small proportion of Pd>" is observed with a
Pd°/Pd** at% ratio of 6.33. The Pd>" species are likely to arise
through passivation, which is unsurprising given the reduced
Pd/C catalyst is dried at 110 °C in air. Given that electron
transfer between Au and Pd is not considered to be limiting,
it is not anticipated that the proportion of Pd*" present in
the fresh Pd/C catalyst will influence the rate of reaction.

3.3. HMF oxidative dehydrogenation

The Au/C and Pd/C catalysts were subsequently used for the
thermocatalytic conversion of HMF. The experimental data
(Fig. 2 and 3) discussed here is taken at 30 minutes where
initial rates are still valid and the consumption of HMF can
be considered a true measure of reaction rate. Initially, both
catalysts were reacted separately in monometallic systems
and the quantity of each catalyst used was varied to establish
how this influenced the activity. Au/C and Pd/C were then
used in a physical mixture where the total metal moles was
kept constant (HMF: metal = 200:1 (mol:mol)) and the
molar ratio between Au and Pd was varied. Throughout these
experiments, the molar ratio between Au and Pd was
controlled by varying the mass of each 1 wt% catalyst, as
opposed to keeping mass constant and altering the weight
percent during synthesis. Although this changes the amount
of carbon support present, it eliminates any variables that
may arise from preparing catalysts with different weight
loadings. For this section, results are displayed in terms of
activity turnover (eqn (4)) as it accounts for consecutive
surface reactions that occur from reaction intermediates.
Though, it is important to note that, for both catalysts, the

Catal Sci. Technol,, 2023,13, 47-55 | 51
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Fig. 1 TEM images and associated particle size distribution of (a and c¢) 1 wt% Au/C and (b and d) 1 wt% Pd/C. Standard deviation for the particle
size of Au/C and Pd/C is 0.9 nm and 1.0 nm, respectively. At least 100 particles were counted in each case.

trends exhibited by these activity measurements are mirrored
in the analogous conversion data (Fig. S37).

Eqn (14) concerns a situation where monometallic Au
catalyses both DH and 2e” ORR and gives a scenario where
the rate of HMFCA production is proportional to the square
of the Au content (f*). This would give a maximum rate at f =
1 and a parabolic relationship between the quantity of Au
present and activity. Fig. 2(a) and (c¢) show how the
experimental activity of the Au system correlates with the
moles of Au and the square of moles of Au, respectively. Not
unexpectedly, the maximum rate is seen at the highest Au
content. Somewhat more surprisingly and in line with the
kinetic model prediction, there is a clear parabolic
relationship. A linear correlation between activity and the
square of Au moles is evident at low masses of Au, but this
begins to plateau at higher masses. In line with the model,
this suggests that CORE is present at low masses in this
monometallic system, and that Au does indeed catalyse both
DH and ORR, simultaneously. At high moles (>3.2 x 107%),
the relationship tends to be more linear (Fig. 2(a)), indicating

52 | Catal. Sci. Technol., 2023,13, 47-55

that the kinetic model no longer holds and that one of the
half-cell reactions becomes limiting.

Considering the Pd system (Fig. 2(b)), there is a clear
linear relationship, demonstrating that the activity is always
limited by the rate of the one of the half-cell reactions (likely
DH as Pd is a very effective ORR catalyst) and cooperation
between the DH and ORR is not enhancing the activity.
Fig. 2(d) supports both conclusions for Au and Pd as it can
be seen that the productivity of Au increases as the total
amount of catalyst increases (until a plateau at high masses).
That is to say that the more Au there is present, the more
effective each Au site is, which is not the case for Pd. In
summary, the Au monometallic system conforms to the
kinetic model at low Au masses, showing evidence for
coupling between DH and ORR half-cells, which leads to an
above-linear enhancement. At high masses of catalyst and
throughout the Pd data set, the relationship between activity
and metal moles is linear.

Next, the rate of HMF oxidation over physical mixtures of
Au/C and Pd/C was investigated. The stability of the Au/C and

This journal is © The Royal Society of Chemistry 2023


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d2cy01474b

Open Access Article. Published on 10 November 2022. Downloaded on 1/15/2026 1:08:27 PM.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

Catalysis Science & Technology

o Au/C

[=2]
o

=3
o
|
T

N
o
|
T
a

Activity (x108, mol s?) o

(=}
=

Au mol (x107)

[}

60

40

Activity (x108, mol s%)
]

0 —
0 20 40 60
[Au mol]? (x101?)

80

View Article Online

Paper

e Pd/C

N
o

(=Y
(%)
|
T

L

[y
o
I
T
L)

v
|
T
L

Activity (x108, mol s1) &

o

(=3

0.06 =]

0.04 | 8

0.02 + c o ®

Productivity (s%)

0.00 &—— t . t . t .

2 4 6 8
Metal mol (x10°6)

Fig. 2 Experimental data for monometallic systems using varying amounts of either 1 wt% Au/C or 1 wt% Pd/C. (a) Au activity as Au content
increases; (b) Pd activity as Pd content increases; (c) Au activity against the square of Au content; (d) productivity (activity per metal moles) of both
Au and Pd as metal moles increases. Reaction conditions: H,O (16 mL), HMF (0.1 M), NaHCOs3 (0.4 M), 3 bar O,, 80 °C, 30 minutes.

¢ Sum of Monometallic Activity

A Physical Mixture Activity

100 80 6o Pdmol% 40 . 0
- ' l ' f . | , " .
w0y A A A
100 + |
g ; YAN
~ 80 |
opo F A
-
= 60 +
E - @~
e PURIRRRERES S
LI N am— i, S
< ! .<> .......... 0 .......... O ......
20 B —
0 - . I . I | | | | |
0 20 40 Aumol% 90 30 oo
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total metal content is constant throughout the physical mixture system.
activity of 1 wt% Au/C and 1 wt% Pd/C at each specific catalyst amount.

H>0 (16 mL), HMF (0.1 M), NaHCOs (0.4 M), 3 bar O,, 80 °C, 30 minutes,

Pd/C catalysts, when employed as physical mixtures, is an
important consideration that should be addressed.**?*’
Previous studies have demonstrated that Pd can be
transferred to Au particles over physical mixtures of
supported monometallic Au and Pd catalysts in an organic
medium, thus influencing their activity over time. However,
the catalyst synthesis and testing conditions used herein
align with those used in our previous work,"> where a variety
of techniques were used to assess this. Collectively these
experiments demonstrated that no Au or Pd migration
occurred, suggesting that under basic aqueous conditions the
Au/C and Pd/C catalysts are stable.

This journal is © The Royal Society of Chemistry 2023

The sum of monometallic activities is calculated from the monometallic
Error bars represent + standard deviation for N = 2. Reaction conditions:
HMF mol: metal mol = 200: 1 for 100 mol%.

Fig. 3 shows that at all molar ratios there is a significant and
symmetrical enhancement in activity compared to the sum of
the analogous monometallic systems (similar enhancement is
seen for HMF conversion (Fig. S471)). For example, the activity
for HMF conversion (x 10°%) of a monometallic Au catalyst at 4
% 107° mol (50 mol.%) is 18.1 mol s'; the analogous activity for
the same amount of Pd moles in a monometallic system is 7.2
mol s. In a physical mixture, when combining these two
quantities of catalyst, the activity is 116 mol s ', which is far in
excess of the sum of the two monometallic systems (25.3 mol
s '), hence demonstrating the significant enhancement which is
governed by the CORE effect.'?
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The kinetic model formulated based on the CORE effect
predicts that the rate of HMFCA production (or the activity as
presented here) of the physical mixture will be proportional
to fll - f) (eqn (15)), which is based the scenario that Au
catalysed DH is coupled with Pd catalysed 4e” oxygen
reduction. A typical graph of the form y = fll - f) is a
symmetrical curve with a maxima at f = 0.5. From Fig. 3 we
can see that the experimental data correlates exceptionally
well with this, showing symmetrical enhancements across
the molar ratios. Although very close, the activity at 50 mol%
is not actually the true maxima, but small derivations are to
be expected due to competing ORR pathways always being
present. Overall, it can be concluded that kinetic analysis
presented here accurately describes the physical mixture
system in the case of Au and Pd.

From both Fig. 2 and 3, it is clearly shown that the kinetic
model presented, specifically eqn (14) and (15), predict
certain experimental activity. The dependence on the molar
quantity of Au and/or Pd is varied depending on the catalytic
system. However, the coupling between DH and ORR is
consistently evident, supporting the assumptions made
during the derivation.

4. Conclusion

The kinetic model presented in this work was based upon
the novel CORE effect observed in alcohol oxidation
reactions.'? It explains the significant activity enhancement
seen when using a Au and Pd bimetallic catalytic system by
demonstrating coupling between DH and ORR reactions on
separate catalytic sites. Herein, a kinetic model is presented
that correctly predicts the relative activity (i.e., the trend and
the maxima) of a monometallic Au system, as a correlation
was observed between activity and squared metal moles. This
is to say that rate of HMFCA production if proportional to f>.
In a bimetallic system, containing a physical mixture of Au
and Pd catalysts, the shape and maxima of activity values
when the molar ratio is varied is equivalent to that modelled
by the kinetic analysis, which predicted a shape proportional to
f(1 = f). This provides further evidence in support of the CORE
system and emphasises how the rate of ORR is vital in the
overall rate of DH of alcohols and formyls. Building from this
there are other scenarios (e.g., eqn (13)) that could potentially
exist for various bimetallic combinations, where maximum
enhancement, if any, is seen at a different molar ratio.
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