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The development of synthesis methods with enhanced control over the composition,

size and atomic structure of High Entropy Nano-Alloys (HENA) could give rise to a new

repertoire of nanomaterials with unprecedented functionalities, notably for

mechanical, catalytic or hydrogen storage applications. Here, we have developed

two original synthesis methods, one by a chemical route and the other by a physical

one, to fabricate HENA with a size between 3 and 10 nm and a face centered cubic

structure containing three (CoNiPt), four (CoNiPtCu and CoNiPtAu) or five

(CoNiPtAuCu) metals close to the equiatomic composition. The key point in the

proposed chemical synthesis method is to compensate the difference in reactivity of

the different metal precursors by increasing the synthesis temperature using high

boiling solvents. Physical syntheses were performed by pulsed laser ablation using

a precise alternating deposition of the individual metals on a heated amorphous

carbon substrate. Finally, we have exploited aberration-corrected transmission

electron microscopy to explore the nanophase diagram of these nanostructures and

reveal intrinsic thermodynamic properties of those complex nanosystems. In

particular, we have shown (i) that the complete mixing of all elements can only occur

close to the equiatomic composition and (ii) how the Ostwald ripening during HENA

synthesis can induce size-dependent deviations from the equiatomic composition

leading to the formation of large core–shell nanoparticles.
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1. Introduction

High entropy alloys (HEA) have become one of the most popular material classes in
the last decades in both fundamental and applied materials science. This new
concept allows the fabrication of many alloys mixing four to eight metals in a cubic
solid solution with promising and tunable mechanical and catalytic properties.1,2

While much research has mostly been focused on exploring the compositional space
of bulk HEA, the possibility to tune alloy properties with size effects has until recently
been ignored because of the absence of well-controlled methods to synthesize HEA
nanoparticles (NPs). In the last three years, some studies have shown that high
entropy nano-alloys (HENA) can be fabricated using high temperature techniques
such as carbothermal shock,3 fast moving bed pyrolysis,4 mechanical ball milling5 or
plasma arc discharge,6 but the simultaneous control over both the composition and
the size of HEA NPs remains limited and the crucial interplay between the size,
composition and atomic structure of these new nanosystems has hardly been
addressed.7 Moreover, the extreme conditions of these syntheses are not suitable to
expect the use of these NPs in various industrial applications.8 Yet the game is worth
the effort, because the development of synthesis methods where elemental compo-
sition, atomic structure and particle size are precisely controlled could bring an
additional degree of freedom to design new materials.9 For example, the increase in
mechanical strength associated with size reduction inmostmetals could be exploited
together with the enhanced mechanical properties of HEA in structure materials.10,11

Moreover, the high specic surface area and the existence of a large number of active
sites with diverse atomic arrangements at the surface of HENA could lead to new
classes of materials for heterogeneous (electro-)catalysis,12–17 gas sensing,18 corrosion
resistant coating5,19 or hydrogen storage applications.20 In this work, the target HENA
are CoPtNiCuAu NPs and their subsets. This system has several advantages for
establishing a robust, step-by-step research approach to achieve a perfectly controlled
synthesis. Indeed, this particular alloy, based on individual elements all crystallizing
into a face centred cubic (FCC) structure at nanoscale, can be divided into subsets of
sub-binary systems with tendencies towards both chemical ordering (CoPt, PtNi,
CuAu), and simple solid solution formation (CuNi). No phase separation tendency in
any of the sub-binary systems, which should favour the formation of solid solution
NPs. We compare two original and complementary synthesis methods by chemical
and physical routes to fabricate FCC HENA with a size between 3 and 10 nm.We also
reveal size and compositional effects on the structural properties of these complex
nanosystems with aberration-corrected TEM.
2. Experimental
2.1. Physical synthesis: pulsed laser deposition (PLD)

CoNiPt, CoNiPtCu, CoNiPtAu and CoNiPtAuCu HENA were prepared on amor-
phous carbon lm of Mo TEM grids by PLD in a high vacuum chamber (10�8

mbar). The experimental set-up described here has been widely used to fabricate
bimetallic NPs.21–25 A typical target–substrate holder conguration and alter-
nating irradiation strategy was used to separately deposit the metals by PLD,
using a KrF excimer laser at an emission wavelength of 248 nm. The pulse
duration was 25 ns and the laser frequency was set at 5 Hz. The laser irradiation
130 | Faraday Discuss., 2023, 242, 129–143 This journal is © The Royal Society of Chemistry 2023
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produced the plasma of the different species with the vaporized atoms subse-
quently condensing on the substrate placed at a distance of 5 cm from the target.
HENA were obtained by alternating irradiation of pure metal targets allowing
a composition-controlled synthesis. The deposition rate of each element was
controlled by a quartz crystal monitor, which indicates the nominal thickness of
deposited materials on the quartz surface, in a continuous thin lm approxi-
mation. The total nominal thickness of the sample was 1 nm. As the metallic
species do not wet the carbon lm, nanoparticles were formed instead of
continuous thin lms and consequently, the average particle thickness was larger
than the nominal thickness. During the deposition, the substrate was held at
600 �C using a tantalum lament heated by Joule effect, positioned just behind
the TEM grid. We used laser energies of 150 mJ for the gold target and 300 mJ for
the other metal targets. These selected energies avoided the formation of
micrometric droplets and led to comparable deposition rates for the different
metals. The deposition sequence always started with Pt. We used short deposition
periods of each metal repeated several times to ensure the homogeneity of the
nanoalloys. The total number of pulses on each metal target was xed in order to
reach equiatomic composition.

2.2. Chemical synthesis: hot injection method

HENA were also fabricated in solution using the so-called hot injection
method.26–31 This wet technique is based on the fact that metallic ions in the form
of metallic complexes can be reduced to their metallic (zerovalent) state by
reacting them with a reducing agent. However, different metallic ions show
different reactivities in such reduction reaction and this usually results in core–
shell metallic structures, where the most easily reduced metal (thus reacting rst)
is lying at the core, and the other(s), less easily reduced metals found at the
periphery. These reactivity differences can rst be overcome by increasing the
reaction temperature to such a point that all the metallic salts are reduced at
nearly the same rate, the reduction reaction only being limited by the diffusion of
the reagents. Second, the heating rate of the reaction media is an equally
important parameter. Indeed, if this heating is too slow, the most reactive metal
will once again be reduced rst, resulting in unwanted core–shell structures. The
synthesis protocol thus relies on the simultaneous injection of all the metallic
precursors in a solution already heated up to 300 �C where they are homoge-
neously reduced to induce the nucleation and growth processes. Metallic
precursors have been used in the form of acetylacetonate, while the reaction
media is composed of benzyl ether (high boiling solvent), 1,2-hexadecanediol
(reducing agent) and oleylamine, oleic acid and trioctylphosphine (surfactants).
The synthesis was performed under magnetic stirring using a coated magnetic
stir bar in the solution and under an argon environment to avoid the presence of
oxygen. Detailed information on the synthesis protocols of CoNiPt, CoNiPtCu,
and CoNiPtCuAu HENA can be found in the ESI.†

2.3. Aberration-corrected TEM investigations

All TEM investigations were performed with a double aberration-corrected JEOL
ARM 200F microscope operated at 200 kV. This microscope is equipped with
a high brightness cold eld emission source, a JEOL SDD EDX detector and a One
This journal is © The Royal Society of Chemistry 2023 Faraday Discuss., 2023, 242, 129–143 | 131
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View camera (Gatan Inc.).21,32 Particle characterizations were performed in both
TEM and STEMmodes. In the latter, STEM high angle annular dark eld (HAADF)
images were acquired with spot size setting 8 which corresponds to a probe size of
around 0.08 nm. The convergence semi-angle was set to 20.5 mrad while the
annular collection angle was set between 68 and 280 mrad in order to minimize
diffraction contrast. The elemental composition of the HENA was quantied both
on NP assemblies and at single particle level by energy-dispersive X-ray (EDX)
spectroscopy. EDX spectra of single NPs were acquired in 1 minute by scanning
the electron beam over a rectangular area.
3. Results and discussions
3.1. Synthesis and structural properties of HENA prepared by PLD

Four HENA samples were fabricated by PLD on the carbon lm of a TEM grid
heated at 600 �C (see Experimental section for details). Fig. 1 and Table 1 show
that we successfully obtained ternary CoNiPt (a), quaternary CoNiPtCu (b),
quaternary CoNiPtAu (c) and quinary CoNiPtAuCu (d) NPs with a mean size below
5 nm by PLD. The powder electron diffraction patterns of these randomly-
oriented NP lms were all consistent with solid solutions with FCC structure.
This crystal phase is expected for these HENA exclusively made of metals having
FCC structures. Moreover, EDX measurements on NP assemblies show that the
composition measured over a large area of the sample is close to the equiatomic
composition with a deviation below 7% (Table 1). Although these four samples
have the same nominal thickness of 1 nm, the mean size of the NPs decreases for
the quaternary and quinary nanoalloys with respect to the CoNiPt NPs (Table 1).

The development of nanoalloys requires investigating the atomic structure and
composition at the single NP level to evaluate the possible presence of crystal
defects and segregation effects as well as to conrm that the crystal structure and
the composition are homogeneous throughout the NPs. In that regard, high
resolution STEM imaging, EDX chemical mapping and single NP composition
Fig. 1 TEM image and diffraction pattern of (a) CoNiPt; (b) CoNiPtCu; (c) CoNiPtAu; (d)
CoNiPtAuCu obtained at 600 �C.

132 | Faraday Discuss., 2023, 242, 129–143 This journal is © The Royal Society of Chemistry 2023
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Table 1 Global composition measured by EDX on a large area and mean size of the four
HENA prepared by PLD and presented in Fig. 1

CoNiPt CoNiPtCu CoNiPtAu CoNiPtAuCu

Global composition (at%) Co ¼ 36.7 Co ¼ 31.7 Co ¼ 31.2 Co ¼ 29.6
Ni ¼ 35.3 Ni ¼ 22.0 Ni ¼ 29.8 Ni ¼ 21.9
Pt ¼ 28.0 Pt ¼ 17.1 Pt ¼ 17.6 Pt ¼ 13.0

Cu ¼ 29.2 Au ¼ 21.4 Cu ¼ 18.4
Au ¼ 17.1

Mean size (nm) 4.8 � 2.2 1.7 � 1.0 2.4 � 1.0 2.9 � 1.0
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measurements were performed on the four samples presented above. As illus-
trated in Fig. 2, FCC CoNiPt NPs are almost defect free (Fig. 2a and b) and the
three elements are homogeneously distributed within the NPs, without segrega-
tion (Fig. 2c–f). Quantitative STEM EDX nano-analyses revealed that the nearly
equiatomic composition is uniform in all the CoNiPt NPs (Fig. 2g) whatever their
size. The composition dispersion is very narrow, 5.6% only on average (Table S1 in
the ESI†).

The structural and compositional analysis of the CoNiPtAu and CoNiPtCu
nanoalloys conrmed their FCC structure but revealed the presence of a higher
density of crystal defects in the NP assemblies in comparison with the ternary
HENA (Fig. 3). Together with the NP size reduction, this higher defect density
contributes to the diffuse aspect of the signal on the powder electron diffraction
pattern of quaternary HENA (Fig. 1b and c). In particular, many twin boundaries
and stacking faults are observed in the CoNiPtAu NPs (Fig. 3d and e). It is worth
noting that gold NPs frequently adopt multi-twinned structures because the
formation energy of stacking faults is low in gold.33 Therefore, we assume that
gold brings these peculiar structural properties to the nanoalloys. One can also
Fig. 2 Structural and compositional analysis of CoNiPt HENA at the single NP level. (a)
High resolution STEM-HAADF image of CoNiPt NPs; (b) fast Fourier transform of the NP in
the white square in (a) that is oriented along the [101] zone axis; (c–f) EDS chemical
mapping of CoNiPt NPs. (c) Reference STEM-HAADF image; chemical elemental maps of
(d) Co (using the Co K spectral line); (e) Ni (using the Ni K spectral line); (f) Pt (using the Pt L
spectral line). The scale intensity is displayed on the right side of the images. (g) Spider plots
showing the composition of single CoNiPt NPs as a function of their size (36 analyzed
NPs).
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Fig. 3 Structural and compositional analysis of quaternary HENA at the single NP level. (a)
High resolution STEM-HAADF image of CoNiPtCu NPs, the white arrows indicate the
presence of single Cu atoms and very small nuclei on the carbon substrate; (b) fast Fourier
transform of the NP in the white square in (a) that is oriented along the [001] zone axis; (c)
spider plots showing the composition of single CoNiPtCu NPs as a function of their size
(28 analyzed NPs). (d) High resolution STEM-HAADF image of CoNiPtAu NPs, the white
arrows indicate the presence of planar defects in the NPs; (e) fast Fourier transform of the
multi-twinned NP in the white square in (d); (f) spider plots showing the composition of
single CoNiPtAu NPs as a function of their size (44 analyzed NPs).
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assume that Au being the heavier atom, it tends to deform the FCC lattice which
favors defect formation. Planar defects are less observed in the CoNiPtCu NPs but
we note the presence of many single atoms and very small clusters slowly
diffusing on the substrate because of electron irradiation between the well crys-
tallized NPs (Fig. 3a and b). In line with the fact that these single atoms and
clusters are not observed in the CoNiPt or CoNiPtAu samples, a Cu signal was
detected by EDX when the electron probe was positioned on the substrate.

EDX analysis performed on single NPs shows that the four elements are always
present in each NP (Fig. 3c and f), but the dispersion in NP composition is higher
than in the CoNiPt system, 8% and 10.6% on average in the CoNiPtAu and
CoNiPtCu lms, respectively. Interestingly, in both quaternary HENA the
composition of NPs is size dependent with an excess of Ni and Co measured in
large NPs and conversely more Pt and Au (or Cu) in small NPs (Fig. 3c and f and
Tables S2 and S3 in the ESI†).

Finally, the structural and compositional analysis of quinary HENA at the
single NP scale revealed that the CoNiPtAuCu nanoalloys combine the structural
features observed in the two quaternary nanoalloys (CoNiPtCu and CoNiPtAu).
Indeed, many NPs adopt a multi-twinned structure (Fig. 4a and b) and many
single atoms are found in between the NPs. The ve elements are detected in each
NP by EDX (Fig. 4c) and the composition dispersion of NPs is low (only 6.3% on
average, see Table S4 in the ESI†). As in the quaternary nanoalloys, there are slight
excesses of Ni–Co in large NPs and Cu–Au–Pt in small NPs.
134 | Faraday Discuss., 2023, 242, 129–143 This journal is © The Royal Society of Chemistry 2023
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Ostwald ripening is a thermo-activated process that consists of the growth of
the larger NPs at the expense of the small ones that shrink. The size-dependent
composition of HENA is attributed to an inhomogeneous Ostwald ripening
process during their high temperature synthesis. Indeed, as seen in several binary
nanoalloys,34,35 concentration gradients can appear during the synthesis or the
annealing of nanoalloys if the metals constituting the NPs have different mobil-
ities. The latter is mainly governed by the desorption energy barrier specic to
each metal rather than by atomic diffusion between single NPs on the substrate.
The fact that Ni and Co are in excess in large quaternary and quinary nanoalloys
means that these two elements are more mobile than Cu, Au and Pt. Conse-
quently, they are more prone to reach large NPs during the Ostwald ripening
process. On the contrary, due to the low mobilities of Cu, Au and Pt atoms, these
elements are retained in the small NPs that shrink during coarsening. It is worth
noting that in equiatomic CoPt nanoparticles, excess of Co is found in large NPs
aer annealing35 and the much higher mobility of Pd in equiatomic AuPd
nanoparticles leads to complete phase separation aer annealing with large Pd
and small Au NPs.34 Therefore, the relative mobility of metals observed in binary
nanoalloys fabricated by PLD on amorphous carbon can be used to interpret the
effect of Ostwald ripening in HENA.
3.2. Synthesis and structural properties of HENA synthesized by chemical
methods

The hot injection protocol was used to fabricate similar ternary, quaternary and
quinary nanoalloys (see Experimental section for details). The low resolution TEM
image and global electron diffraction of CoNiPt, CoNiPtCu and CoNiPtAuCu
nanoalloys are shown in Fig. 5 and the global composition measured by EDX and
the average NP size are given in Table 2.

As for the HENA prepared by PLD, all the samples consist of NPs with a FCC
structure and a composition close to equiatomic composition with a deviation
always below 9.2%. By comparing with the NPs prepared by the physical route, we
can assert that the chemical method used leads to bigger NPs than PLD. Chem-
ically prepared NPs are also more monodispersed. Indeed, on average the poly-
dispersity (i.e. size dispersion over mean size) is 46% for the NPs fabricated by
PLD while it is only 33% for the chemically prepared NPs.
Fig. 4 Structural and compositional analysis of quinary HENA at the single NP level. (a and
b) High resolution STEM-HAADF images of multi-twinned CoNiPtAuCu NPs. (c) Spider
plots showing the composition of single CoNiPtAuCu NPs as a function of their size (59
analyzed NPs).
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Fig. 5 TEM image and diffraction pattern of (a) CoNiPt, (b) CoNiPtCu and (c) CoNiPtAuCu
NPs.
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High resolution (S)TEM analysis revealed that crystal defects are rare in the
CoNiPt sample where most NPs have a single crystal structure (Fig. 6a), while the
great majority of CoPtNiCu and CoPtNiCuAu NPs are multi-twinned nanocrystals
(Fig. 6b and c). The increase in crystal defect density with the compositional
complexity of the HENA is then conrmed in both chemically and physically
prepared NPs.

The EDX analysis of individual quinary HENA (Fig. 6d) revealed that the
composition dispersion of NPs is low (only 5.6%, see Table S5 in the ESI†), but we
still observed a size dependent composition of NPs. Interestingly, the distribution
of elements in the small and large NPs is different from the one revealed in NPs
produced by physical synthesis. In the chemically-prepared quinary sample, small
NPs present an excess of Co and Pt while large NPs are enriched in Au and Cu.
This result highlights the role of the environment on the mobility of metals
during Ostwald ripening processes. Indeed, the liquid media, the presence of
Table 2 Global composition measured by EDX on a large area and mean size of the three
HENA prepared by chemical methods seen in Fig. 5

CoNiPt CoNiPtCu CoNiPtAuCu

Global composition (at%) Co ¼ 29.0 Co ¼ 18.6 Co ¼ 10.8
Ni ¼ 37.6 Ni ¼ 24.3 Ni ¼ 19.6
Pt ¼ 33.4 Pt ¼ 24.3 Pt ¼ 24.9

Cu ¼ 32.8 Cu ¼ 26.1
Au ¼ 18.6

Mean size (nm) 5.9 � 1.2 6.5 � 1.7 3.7 � 2.0

136 | Faraday Discuss., 2023, 242, 129–143 This journal is © The Royal Society of Chemistry 2023
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Fig. 6 High resolution (S)TEM images of (a) a monocrystalline CoNiPt NP, (b) multi-
twinned CoPtNiCu NPs and (c) multi-twinned CoPtNiAuCu NPs. The Fourier transform of
the boxed NP is shown on each image. (d) Spider plots showing the composition of single
CoNiPtCuAu NPs as a function of their size (40 analyzed NPs).
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ligands at the surface of NPs and the absence of substrate are three parameters
that could drastically impact the energy barrier of atom desorption in HENA,
leading to different relative mobilities of metals in liquid and in vacuum.
3.3. Vegard law in HENA

The lattice parameter of sub-10 nm binary nanoalloys made of FCCmetals usually
follows the Vegard law,23,25 meaning that it roughly corresponds to the weighted
mean of the two metals' lattice parameters. If the Vegard law applies to HENA,
their lattice parameter would be given by:

aHENA ¼
X

i

ai$xi (1)

where ai and xi are the lattice parameter and the molar fraction of the metal i,
respectively. Interestingly, we observed a signicant deviation from the Vegard
law in all HENA. As seen in Fig. 7, the lattice parameter measured on the powder
diffraction patterns of HENA is systematically higher than the one calculated with
This journal is © The Royal Society of Chemistry 2023 Faraday Discuss., 2023, 242, 129–143 | 137
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eqn (1) using the composition measured by EDX. This deviation from the Vegard
law observed in both physically and chemically prepared NPs, indicates that the
lattice distortion mechanisms in nanoalloys containing more than two metals
with very different atomic radius are mainly governed by defect formation. This
result goes hand in hand with the rise of defect density when the number of
elements within the NPs and the resulting strain increase.
3.4. Phase segregation in large HENA

We did not observe any phase segregation in sub-10 nm, but core–shell archi-
tectures appeared in larger NPs (Fig. 8 and S1†). Given the larger size of NPs
obtained in solution, these large core–shell NPs are mainly observed in chemically
prepared samples (Fig. 8a) but we also observed them in samples prepared by PLD
on very rare occasions (Fig. 8c). In the CoNiPtCu HENA prepared by wet chemistry,
Z-contrast STEMHAADF images show a clear contrast enhancement at the edge of
big NPs (Fig. 8a and S1†), in line with the higher Pt concentration observed in the
same area on the Pt map obtained by EDX (Fig. 8b). Bragg-ltered HRTEM
analysis in Fig. 8d–f shows that the phase separation is complete with two distinct
FCC structures in the core and the shell of the large NPs. The lattice parameters in
the core and in the shell are 3.481 Å and 3.817 Å, respectively. Given the higher
lattice parameter of Pt (3.92 Å), this conrms the formation of a Pt-rich shell.
Bragg-ltered HRTEM imaging performed by selecting one of the two FCC
patterns on the diffractogram of the NPs allows revealing the core of the NPs with
a small lattice parameter (Fig. 8e) and the shell of the NPs with a large lattice
parameter (Fig. 8f).

As illustrated in Fig. 9, segregation effects are also observed in quinary CoN-
iPtAuCu nanoalloys. Indeed, the STEMHAADF image and the EDXmapping show
that the ve elements are homogeneously distributed in small NPs while large
NPs have a core rich in AuCu and shell rich in CoNiPt. This result is further
Fig. 7 Lattice parameter of HENA measured on powder diffractions as a function of the
lattice parameter calculated with eqn (1) using the composition measured by EDX. The
black curve corresponds to the Vegard law.
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Fig. 8 Large core–shell NPs observed by STEM HAADF in (a) chemically prepared CoN-
iPtCu HENA. (b) Pt map obtained by STEM-EDX on the NPs shown in (a) (the arrow indi-
cates the Pt-rich shell). The scale intensity is displayed on the left side of the image. (c) Very
rare core–shell NPs observed by STEM HAADF in CoNiPtCu HENA fabricated by PLD. (d)
HRTEM image of chemically prepared CoNiPtCu NPs showing a core–shell NP with its FFT
shown in the inset. The white and red arrows show the Bragg reflections coming from the
core and the shell, respectively. Bragg filtered images performed on the HRTEM image
seen in (d) by selecting the reflections (e) due to the NP core and (f) due to the NP shell.

Paper Faraday Discussions
O

pe
n 

A
cc

es
s 

A
rt

ic
le

. P
ub

lis
he

d 
on

 2
7 

Ju
ly

 2
02

2.
 D

ow
nl

oa
de

d 
on

 3
/4

/2
02

6 
1:

28
:1

1 
A

M
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n-
N

on
C

om
m

er
ci

al
 3

.0
 U

np
or

te
d 

L
ic

en
ce

.
View Article Online
demonstrated by the line intensity prole analyses performed on the EDX
mappings (Fig. S2†).

It is worth noting that when they were discovered, high entropy alloys in the
bulk form were so called because it was thought that the entropy of mixing was
high enough to minimize the Gibbs free energy of mixing to therefore stabilize
a cubic solid solution rather than demixed structures.1,2 Indeed, the entropy of
mixing increases with the number of elements mixed in the alloys but it decreases
when the alloy deviates from the equiatomic composition. In the light of our
HENA results, it is tempting to think that the mixing entropy plays an important
role. Indeed, the deviation from the equiatomic composition measured in large
NPs could thus explain their tendency to form the core–shell conguration.
Nevertheless, although elegant, the entropy-driven stabilization of a solid solu-
tion in HEA turned out to be an incomplete interpretation since other
composition-dependent parameters including the variation of the enthalpy of
mixing, the size difference of atoms and the electronic affinity between elements
can also signicantly affect the crystal phase of HEA.36 Therefore, the full
understanding of the revealed size effect on the nanophase diagram of HENA
requires deeper experimental and theoretical investigations.

To further demonstrate this compositional effect on the nanophase diagram
HENA, we fabricated Co26Ni32Pt42 NPs by PLD, to reveal how an excess of Pt
inuences the structure of ternary nanoalloys. As illustrated in Fig. 10a, intensity-
This journal is © The Royal Society of Chemistry 2023 Faraday Discuss., 2023, 242, 129–143 | 139
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Fig. 9 (a) STEM-HAADF image of CoNiPtAuCu prepared by chemical method. Chemical
mapping of (b) Co (K edge), (c) Cu (K edge), (d) Ni (K edge), (e) Pt (L edge) and (f) Au (L edge)
performed on the same area.

Fig. 10 (a) High resolution STEM-HAADF image of Co26Ni32Pt42 NPs made by PLD. (b)
Variation of the lattice parameter measured along the yellow rectangle in (a) that is
oriented along the [200] direction. (c) Evolution of the ratio between the intensities of the
Pt L-peak and the cobalt and nickel K-peaks summed together measured by the EDX line
profile along the red arrow in (a).
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enhanced areas are observed in the high-resolution STEM-HAADF images of these
NPs. The higher intensity of atomic columns goes with the increase of the lattice
parameter (Fig. 10b) and the increase of the relative signal of Pt detected by EDX
(Fig. 10c) in the core of the NP. Thus, these atomic-scale analyses show that
increasing the concentration of Pt by only 10% in CoNiPt NPs leads to the
formation of Pt rich cores and highlight the necessity to stay as close as possible
to the equiatomic composition to ensure the perfect miscibility of all themetals in
FCC nanocrystals.
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4. Conclusions

We show that PLD and the hot injection method are efficient fabrication techniques
to obtain HENA mixing Co, Ni, Pt, Cu and Au at equiatomic composition in FCC
nanocrystals with a size below 10 nm. These two complementary methods allow
synthesizing functionalized HENA dispersed in solution or ligand-free HENA sup-
ported on various substrates, thus maximizing the application potential of these
nano-systems. It also provides the opportunity to study the intrinsic structural
properties of HENA. Indeed, although the nucleation and growth processes occur in
very different environments, the ternary (CoNiPt), quaternary (CoPtNiCu) and quinary
(CoPtNiCuAu) HENA obtained with these two fabrication routes present very similar
structural properties. (i) The defect density increases with the compositional
complexity of the NPs. (ii) The nanophase diagram of HENA is very sensitive to the
composition of the NPs and the obtainment of well-miscible nanoalloys requires
staying close to the equiatomic composition. In that regard, the size-dependent
composition of HENA driven by the Ostwald ripening that is observed in both
physical and chemical syntheses complicates the well-controlled fabrication of HENA
with a size over 10 nm. Note that the size-dependent composition of nanoparticles
formed under vacuum and in liquid are different due to the effect of the synthesis
environment on the mobility of metals. More generally, the fabrication methods
developed in this work can be used to explore the almost innite compositional space
of HENA. Moreover, the multi-functionalities of aberration-corrected TEM is the
method of choice to study composition and size effects on the structural properties of
these complex nanostructures and we hope that these experimental investigations
will motivate the development of atomistic simulations37,38 adapted to the studied
HENA that are so farmissing to better understand their thermodynamic equilibrium.
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