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In this study, we have developed an emulsion system combining plasmonic Au-loaded amphiphilic silica
nanoparticles (Au/SiO,-Cs) and tri(dodecyltrimethylammonium) phosphotungstate ([Cy2]3[PW15,040l)
nanoparticles acting as an on-site photoassisted heater/activator and a catalyst, respectively, at the water/
oil interface. The system exhibits a 5-fold increase of activity compared to the thermal reaction for the

Received 2nd December 2022,
Accepted 24th January 2023

DOI: 10.1039/d2gc04591e

near-room temperature oxidation of alkenes with H,O,. The nanoparticles show excellent recyclability
and structural stability. This study opens an avenue to design multiphase photoreactors for oxidation reac-
tions at mild temperature, with a potential energy saving of 74% compared to that of thermally heated

Open Access Article. Published on 25 January 2023. Downloaded on 1/22/2026 6:32:11 AM.

Thisarticleislicensed under a Creative Commons Attribution-NonCommercial 3.0 Unported Licence.

(cc)

rsc.li/greenchem reactors at isoconversion.

Introduction

Owing to localized surface plasmon resonance (LSPR), noble
metal nanoparticles (NPs) can absorb light to generate hot
electrons and cause local heating by hyperthermia." These pro-
perties allow efficient light-to-energy conversion and energy
transfer to the local microenvironment around the NPs.
Among noble metals, Au NPs are most commonly used as plas-
monic materials and catalysts due to their low reactivity, easy
fabrication and facile application in targeted therapies driven
by local heating.”

Depending on the decay pathways of plasmonic energy, the
mechanisms of hot carriers in the chemical reaction are pro-
posed as follows: (1) optically excited hot electrons can inject
into the electron-accepting states of the nearby surface and
can take part in the reaction, (2) photo-induced hot carriers
play a negligible role in activating the adsorbed reactants, but
convert energy into heat through energy exchange between
electrons and phonons, and (3) both hot carrier-driven reac-
tant activation and photothermal heating co-exist and can act
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synergistically to drive chemical reactions. The plasmonic pro-
perties of Au NPs are dictated by their size, shape (e.g., nano-
spheres, nanorods, nanoshells, etc.) and composition, as well
as by the surrounding conditions such as pH, concentration
and ionic environment.?

Based on their LSPR properties, Au NPs have been used as
plasmonic/photothermal catalysts or catalyst components for a
variety of reactions,* including peroxide decomposition,” oxi-
dation,® oxidation/amidation,” reduction,® and alkene/CO,
hydrogenation.’ Unlike conventional heating, plasmon-driven
catalysis handles hot electrons and/or a temperature gradient
on the catalyst surface under light irradiation to accelerate the
activity and shift the selectivity of reactions by activating
specific chemical bonds. Amphiphilic plasmonic NPs (e.g., HS-
p-cyclodextrin modified with Ag NPs) can self-assemble at the
water/oil interface giving improved signals for Surface-
Enhanced Raman Spectroscopy (SERS) due to substrate acti-
vation by interfacial hot spots.'® All and all, these studies
clearly demonstrate the possibility of using plasmonic metal
NPs as energy converters to drive catalytic reactions at moder-
ate bulk temperature.

Herein, we developed a light-driven catalytic system based
on a Pickering emulsion affording the oxidation of olefins at
mild temperature. The system makes use of the colloidal tec-
tonics approach to prepare emulsions, encompassing the
interfacial self-assembly of two surface-active particles with
complementary hydrophilic/hydrophobic groups (tectons)."'
The system combines silica NPs grafted with alkyl chains and
Au NPs, acting as a heater/plasmon activator, and dodecyltri-
methylammonium phosphotungstate NPs, [Cy,]s[PW12040],
acting as the catalyst (Fig. 1)."> The physicochemical pro-
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Fig. 1 Schematic representation of the emulsion system designed in
this study using self-assembled amphiphilic silica NPs loaded with Au
NPs, acting as on-site heater/plasmon activators, and [C1,]3[PW;1,040]
NPs, acting as the catalyst, under UV light irradiation.

perties, stability and interfacial plasmonic properties of the
dual-NP stabilized emulsions were studied to assess the inter-
action between both NPs at the water/oil interface. The cata-
lytic performance of the system was assessed for the oxidation
of cyclooctene using H,0, as the oxidant under UV light
irradiation, and further extended to a panel of industrially rele-
vant alkenes.

Results and discussion
Synthesis and characterization of particles

The hydrodynamic diameter and {-potential of the as-prepared
NPs were measured by dynamic light scattering (DLS)
(Table 1). In accordance with previous results,'*
[C12]5[PW;,040] NPs have a hydrodynamic diameter of 48 nm
with a {-potential of —31.7 mV at pH 7. Au NPs have a hydro-
dynamic diameter of 13 nm with a (-potential of —34.7 mV.
The hydrodynamic diameter of bare SiO, NPs is around 90 nm
with a negative {-potential of —38 mV at pH 7. After surface
modification, the {-potential of SiO,-C3; NPs becomes positive
(+42.6 mV), which can be attributed to the protonation of
amine groups on the silica surface. The hydrodynamic dia-
meter of amphiphilic trimethoxy(propyl)- and aminopropyl-
functionalized (SiO,-C;) NPs is about 200 nm, suggesting
partial aggregation. The (-potential of SiO,-C; NPs evolves
from +59.9 mV to —49.4 mV on increasing the pH from 2 to 12
with the isoelectric point (IEP) at pH 10 (Fig. Slat). After Au
loading, Au/SiO,-C; NPs exhibit a comparable hydrodynamic
diameter (207 nm) and an analogous trend of the {-potential
with pH, but the values are slightly lower than those of SiO,-

Table 1 Hydrodynamic diameter Dy, and zeta potential { of NPs pre-
pared in this study

Au Si0, Si0,-C;  Au/Si0,-C;  [Cyp]a[PW12040)]
Dy (nm) 13 90 190 207 48
& (mv) —-347 —38 426 40.3 -31.7

@ Hydrodynamic diameter of NPs measured by DLS. ? Determined for
0.1 wt% NP suspensions in water at 25 °C in neutral pH.
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C; NPs (+40.3 vs. +42.6 mV at pH 7) (Fig. S1b¥). This discre-
pancy suggests the presence of free amine groups after the dec-
oration of SiO,-C; with Au NPs. Increasing the Au loading in
Au/SiO,-C; from 8 to 24 pg (in 6 mL dispersion) results in a
small decline of the {-potential. SiO,-C; and Au/SiO,-C; NP
dispersions are stable below pH 8 and above 12, since the
{-potential is outside the +30 mV range."®

The surface morphology of dispersed Au, SiO,-C; and Au/
SiO,-C; NPs was characterized by HR-TEM (Fig. 2). Dispersed
Au NPs show a uniform spherical shape with an average size of
4.5 nm. This value is ~3 times lower than the hydrodynamic
diameter measured by DLS (13 nm, Table 1) which can be
explained by the aggregation of Au NPs. SiO,~C; NPs are also
spherical with an average size of 26 nm and large size polydis-
persity, which is also lower than the hydrodynamic diameter
(190 nm), suggesting aggregation of SiO,-C; NPs. Au NPs on
Au/SiO,-C; (highlighted with red circles) are well dispersed
and show an average size of 4.5 nm. The Au loading in Au/
Si0,-C; measured by ICP-OES is ~0.13 wt%. The binding
energy of the Au (4f,,,) component for Au/SiO,-C; measured
by XPS is 83.9 eV (Fig. S21), indicating that Au is mainly in its
metallic state."*

Au NPs exhibit a neat surface plasmon resonance band in
the UV spectrum at 518 nm (Fig. S3t), which matches earlier
observations.”® In the case of Au/SiO,-C; NPs, the band
slightly shifts to 528 nm, which can be explained by the
shorter distance between Au NPs on Au/SiO,-C; and by a
change of the dielectric constant due to the silica environ-
ment."””> Pure [Cy,]3[PW;,040] NPs and a water solution of
H;3;PW;,0,40 do not show any UV absorption band.

The stability of the particles was studied by TGA. SiO, NPs
show high thermal stability with a weight loss of 0.4% from 30
to 200 °C due to water desorption (Fig. S41). A second weight
loss is observed in the range of 200-900 °C which is attributed
to the condensation of silanol groups. Both SiO,-C; and Au/

’i
e

e ER

FWHM 3.1 nm

10

4 6 8
Particle size (nm)

Fig. 2 HR-TEM micrograph of (a) Au NPs and (b and c) Au/SiO,—C3 NPs
and (d) particle size distribution of Au NPs. The red circles in (c) indicate
Au NPs immobilized on Au/SiO,—-Cs.

This journal is © The Royal Society of Chemistry 2023
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Si0,-C; NPs show almost no weight loss (1.0 wt%) from 30 to
200 °C which is consistent with the hydrophobization of the
samples. Both samples exhibit a weight loss of 15 wt% in the
range of 400-600 °C which can be assigned to the decompo-
sition of amine groups and C; chains, but with no significant
weight loss in the range of 600-900 °C. These profiles illustrate
the excellent stability of SiO,~C; and Au/SiO,-C; NPs.

To confirm the presence of grafted alkyl chains and amine
groups on the silica surface, we recorded the FT-IR spectra of
Si0,, Si0,-C; and Au/SiO,-C; NPs (Fig. S51). Two bands are
visible at 1070 and 810 cm™* for all samples which can be
attributed to asymmetric and stretching vibrations of Si-O-Si
bonds, respectively.'® Characteristic bands appear at 2993/
2904 cm™! and 1505 cm™* for SiO,-C; and Au/SiO,-C; NPs
which can be ascribed to -CH, stretching vibrations in Cs;
chains and bending vibrations of N-H groups,'” respectively.
Characteristic bands appearing at 930 cm™* can be assigned to
stretching modes of Si-C groups.'” These results prove the
grafting of SiO,-C; and Au/SiO,-C; NPs with -C; and -NH,
chains.

The surface wettability of SiO,, Si0,-C; and Au/SiO,—-C; NPs
was characterized by water contact angle analysis. SiO, NPs
show no measurable contact angle because of instantaneous
water absorption. In contrast, the water contact angle of SiO,-
C; is 108°, indicating that C; moieties successfully modify the
silica surface (Fig. S6T). The contact angle for Au/SiO,-C; NPs
is slightly lower (98°), suggesting that the sample is slightly
less hydrophobic. Finally, the contact angle of [C;,]3[PW;,040]
NPs is about 93°. According to the Finkle rule,'® emulsions
stabilized with SiO,-C; and Au/SiO,-C; NPs are expected to be
water-in-oil emulsions.

Physicochemical properties of Au/SiO,-C;3/[Cy,]3[PW;,04] NP
stabilized Pickering emulsions

We studied the emulsification properties of combined Au/
Si0,-C;3 NPs + [C;,]3[PW;,0,0] NPs for a water/toluene (50 : 50
v/v) system as a function of the [C;,]3[PW;,040] weight fraction
(Fig. 3). Both [Cy,]5[PW1,0,0] and Au/SiO,-C; NPs alone stabil-
ize a water-in-toluene emulsion with an average droplet size of
18 um and 22 pm, respectively. In the latter case, the emulsion
becomes pink due to the presence of Au NPs. The combination
of both NPs also generates a water-in-toluene emulsion, but
the droplet size is much smaller (from 6 to 10 um) than the
values for both NPs alone. The combination of both NPs
shows almost zero (-potential (-3 mV) at 0.2 wt%. Overall,
these results confirm the remarkable synergy between both
NPs at the water/oil interface.

We monitored the time-evolution of the emulsions stabil-
ized with Au/SiO,-C; NPs and [C;,]3[PW;,040] NPs alone and
with combinations of both NPs (Fig. S71). The combinations
afford much more stable emulsions with no obvious collapse
after 6 h at 60 °C. To gain more insight into the emulsion stabi-
lity, light scattering measurements were performed using
Turbiscan to monitor the change of transmission (AT) and back-
scattering (ABS) light intensity along the emulsion height
(Fig. S81). In the presence of [C;,]5[PW1,040] NPs, the emulsions

This journal is © The Royal Society of Chemistry 2023

View Article Online

Paper

The weight fraction of [Cy;]5[PW ;04

30

25
£
2
Q
N 20 +
3
3
Q.
o
S 15
c
©
o
=
10
5 T T T T T T
0.0 0.2 04 06 0.8 1.0
Weight fraction of [C,,]5[PW,,0,.] in the mixture
C
e S T
aif Jois 'Q’;
0 a30 20 8 M0
" 2 ﬁé’?ﬂo?@o: g
*0Q °3%a- 2
3 9%%0 Q
N
9 %90 100,.":’3
a Oo
N e
B
- =]
25 %
2 6 90 ] ’
$0 280K
(®) 6 s “”% eac? ~O°OAO;Q
! ; :8 »ooovg ,0@0"90 OA
aooooo 3o ,°° = °W§D {
25 WA . " PL 2NN e TR
Fig. 3 (a) Images of emulsions stabilized with Au/SiO,—Cz NPs +

[C12]3[PW1,040] NPs at variable weight fractions; (b) evolution of the
average droplet size against the [Cy,]3[PW1,040] weight fraction for
emulsions stabilized with Au/SiO>—Cz NPs + [Cy,]3[PW15040] NPs; (c)
optical micrographs of water-in-oil emulsions. Emulsification con-
ditions: 1.5 mL toluene, 1.5 mL water, 80 mg NPs (2.8 wt%), 11500 rpm
for 2 min.

exhibit a sharp decline of ABS in the top layer with a concomi-
tant increase of the AT signal, which can be explained by clarifi-
cation due to gravity-induced migration. Besides, ABS shows a
slight decrease in the middle portion of the emulsion which can
be interpreted as an increase in the droplet size due to either
coalescence or flocculation. The AT signal remains almost
unchanged over time, indicating no apparent stratification.

The emulsion is more stable when using combined Au/
Si0,—C3 NPs + [Cy,]3[PW1,040] NPs, as shown by the changes
in the backscattering and transmission results. The slight
change of ABS suggests lower creaming. On the top of the
emulsion, the lower ABS and higher AT are in agreement with
a clarified layer due to sedimentation and/or aggregation of
droplets. The emulsion stability can be explained by the for-

Green Chem., 2023, 25,1417-1423 | 1419
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mation of a compact interfacial layer of both NPs which likely
protects the droplet surface and limits flocculation or coalesc-
ence of water droplets."’

With these results, we assessed the emulsion stability for Au/
Si0,-C3 NPs + [Cy,]3[PW;,0,0] NPs in the presence of cyclooc-
tene and cyclooctene oxide (2 mol L") (Fig. S971). In both cases,
the emulsion properties remain almost unchanged. However, in
the latter case, the ABS signal is slightly lower within the tested
height, but remains almost unchanged over time, suggesting
neither creaming nor phase separation.

Study of plasmon-induced photothermal effects

We measured the photothermal curves of the Au NP dispersion
and Au/SiO,-C; NP-stabilized emulsion generated by light
irradiation. The Au NP dispersion exhibits a marked increase
of the bulk temperature (AT) of 24 °C vs. only 10 °C for pure
water after 30 min (Fig. 4a). Increasing the amount of Au NPs
from 4 to 40 pg (in 1 mL dispersion) leads to a AT increase
from 16 to 24 °C with a maximal temperature of 48 °C at 40 pg
Au. The Au/SiO,-C; NP-stabilized emulsion displays a similar
trend for 4 and 13 pg Au loading in the NPs (in 1 mL emul-
sion), with a AT of 20.6 °C and a maximal temperature of
47 °C at 13 pg Au after 30 min (Fig. 4b). However, no appreci-
able temperature change occurs upon further increasing the
Au amount to 26 and 40 pg, encompassing a concomitant
increase of the amount of Au/SiO,-C; NPs in the system. This
observation indicates a poorer heat transfer to the continuous
phase at higher Au/SiO,-C; NP loading, which can be attribu-
ted to two main reasons: (1) a high viscosity of the emulsion
system that might hinder heat transfer from the water/toluene
interface to the bulk phases®® and (2) a denser packing of Au/
SiO,-C; NPs at the inner and outer interface of the droplets.
As a result, the local temperature of the interfacial shell is
expected to be much higher than the bulk temperature, with
photon absorption.>" The photothermal curves show a strong
power-dependent effect for the Au NP dispersion and Au/SiO,—
C;-stabilized emulsion upon increasing the power density
from 260 to 1000 mW cm > (Fig. S107).

Catalytic performance

Given the photothermal properties of the Au/SiO,-C;-stabil-
ized emulsion, we aimed to effectively utilize light-induced
interfacial heating/hot electrons to enhance the catalytic per-
formance of [Cy,]3[PW1,040] NPs. To this aim, we investigated
the catalytic performance of combined Au/SiO,-C; NPs +
[C12]5[PW12040] NPs in the oxidation of cyclooctene. For com-
parison, control experiments were carried out under the same
reaction conditions, but the reactor was heated in a thermo-
stated bath to the same temperature reached in the tests under
light. For instance, the temperature increases from 25 to 28 °C
under light (260 mW cm™2) for 60 min. Therefore, the bath
temperature was set at 28 °C for the dark experiments.
Preliminary tests were also conducted to optimize the reaction
conditions (i.e. stirring rate, water/oil volume ratio, and weight
of Au/SiO,-C; and [Cy,]3[PW;,040] NPs) (Fig. S117). It has been
previously demonstrated that 1.0 equiv. of H,0, is needed to

1420 | Green Chem., 2023, 25, 1417-1423

View Article Online

Green Chemistry

— Blank 4 ugAu — 13 ugAu — 26 pgAu 40 ug Au
a 2 b 2
. : 1 Au/SiO,-C; NP
& | Au NPs dispersion b U/SID,"Lg NES
~ 20 — 20. stabilized emulsion
1) [
2 e |
= =
© 151 w© 154
3 i
a g 1
£ 104 £ 104
] o |
[ [
a4 5 4 59
0 —_— 0 —_—
0 500 1000 1500 0 500 1000 1500
Time /s Time/s
¢ 60+ Light irradiation d 100
I Heater
50
80
X 404 L
= = 60
B30 o
2 o
> 204 > 40
10 20
£ I3, NN o
ks L > 3 > & N 0
& o \é"‘o el {\%@oz o
» £ R\
o Q}“ \§
< RS &
e 0
1004 Light irradiation f a
Heater 1 .

80 | Slope =007
S = S
~ 60 S R?*=0.97
k=) a2
° o Slope = -0.05
> 401 c 1 R?=0.99

.34
201 Light irradiation
Heater
0 4
0 15 30 45 60 75 15 30 45 60 75

Reaction time / min Reaction time / min

Fig. 4 Photothermal profiles of (a) Au NP dispersion and (b) Au/SiO,—
Cs-stabilized emulsion against Au loading (in 1 mL dispersion) at
1000 mW cm~2 power density for 30 min. (c) Yield of cyclooctene oxide
(60 min) in cyclooctene oxidation over various NPs (*). (d) Yield of
cyclooctene oxide (60 min) over [C15]5[PW;1,040] NPs + Au/SiO,—C3 NPs
under light at variable power densities or after heating. (e and f) Time-
evolution and kinetic plots of the yield of cyclooctene oxide over
[C1213[PW12040] + Au/SiO,-Cz NPs under light and heating. Reaction
conditions: 30 mg Au/SiO,—C3z NPs, 50 mg [C;,]5[PW1,040] NPs, 1.5 mL
toluene (2 mol L™* cyclooctene), 1.5 mL water (containing 1.2 equiv.
H,0,), emulsification at 11 500 rpm for 2 min, 120 rpm. Results based on
*H NMR. (*) 40 pg Au NPs, 30 mg SiO,—~Cs NPs, 30 mg Au/SiO,—Cs NPs,
50 mg [C12]3[PW12040] NPs, 50 mg [C12]3[PW12040] NPs + 30 mg SiOZ—
C3 NPs, 50 mg [C15]35IPW15,0.40, 260 mW cm™2,

get 99% yield for the epoxidation of cyclohexene and cyclooc-
tene in the Pickering emulsion systems.'? Since some H,O,
molecules are decomposed into H,O and O, under light
irradiation, the decomposition rate of H,O, in the Pickering
emulsion system (without the addition of the substrate) under
light irradiation was measured by KMnO, titration.>> The
decomposition rate of H,O, was 16% higher under light
irradiation for 1 h than that without light irradiation. Therefore,
1.2 equiv. H,0, were added for the epoxidation of cyclooctene.
No conversion is observed for blank experiments with Au/
Si0,-C3; NPs under light and after heating to 28 °C (Fig. 4c).
Using [Cy,]5[PW1,040] NPs, the yield of cyclooctene oxide is
about 19% with/without light at 95-100% selectivity,
suggesting that light does not impact the catalytic properties.
Combined [C;;]5[PW1,040] NPs and SiO,—-C3; NPs exhibit a much

This journal is © The Royal Society of Chemistry 2023
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higher yield with/without light (30%) compared to that achieved
for [Cy,]5[PW;1,049] NPs alone. This higher yield can be
explained by the smaller droplet size and higher emulsion
volume obtained when using combined SiO,-C; NPs and
[C12]3[PW1,040] NPs owing to their synergy at the water/toluene
interface (Fig. S12}). A catalytic test carried out with Au/SiO,-C3
NPs, but replacing [Cy,]3[PW12040] NPs with H;PW;,0,,, which
has no interfacial properties, shows only 8% yield of cyclooctene
oxide after 60 min under light (1000 W cm™2), whereas no con-
version is observed for the tests performed either without light
or in the absence of Au/SiO,-C; NPs (Fig. S137).

In contrast to these results, the reaction over combined Au/
Si0,—-C3 NPs and [Cy,]5[PW;,040] NPs gives 57% yield of cyclooc-
tene oxide after 60 min under light, whereas it decreases to 26%
at 28 °C. The yield increases linearly from 57% to 94% with the
increase of power density (range 260-1000 mW cm?) (Fig. 4d),
but only an increase from 27% to 45% was achieved for the
tests in a thermostated bath with the same temperature increase
(from 28 to 47 °C after 60 min). The yield of cyclooctene oxide
is almost 100% after 75 min under light (1000 mW cm™2), but it
is only 63% at 47 °C (Fig. 4e).

Cyclooctene oxidation follows an apparent first-order kine-
tics (Fig. 4f) with a kinetic constant of k = 0.05 min~" under
light (1000 mW cm™2), which is much larger than k =
0.01 min~" at 47 °C. In parallel, the turnover frequency (TOF)
is 188 h™' under light, whereas it is 88 h™' when using
[C12]5[PW1,040] NPs alone. Additional catalytic tests conducted
using a 532 nm pulsed laser (100 mW cm™?), with higher
photonic efficiency, deeper penetration and sharper spectrum
than UV lamps, afforded 91% yield of cyclooctene oxide after
60 min despite the lower power density, while it is much lower
(50%) at 43 °C corresponding to the temperature reached
during the laser-driven catalytic reaction (Fig. S147).

Overall, this body of results outline the enhanced catalytic
efficiency of combined Au/SiO,-C; NPs and [C;,]5[PW;,040] NPs
for cyclooctene oxidation. Such a promoting effect can be
ascribed to three factors: (1) preferential location of catalytic
sites (i.e. [Cy,]s[PW12040]) at the water/toluene interface leading
to greater contact with cyclooctene and favouring mass transfer;
(2) synergy between both NPs allowing plasmon-driven heating/
activation under light; and (3) coverage of the droplet surface by
a thick layer of closely packed NPs allowing high emulsion stabi-
lity and hindering heat transfer to the bulk phases.

Catalyst recyclability and reuse

The recyclability and reuse of Au/SiO,~C; and [Cy,]3[PW1,040]
NPs were studied for cyclooctene oxidation over five consecu-
tive catalytic cycles. After each cycle, the reaction medium was
centrifuged (5000 rpm, 30 min), and the particles were separ-
ated and dried at 80 °C for 12 h before use in the subsequent
cycle. The particles can be conveniently recycled after each run
without apparent loss of catalytic activity and emulsification
properties (Fig. 5). This body of results evidence the absence of
significant catalyst deactivation during the reaction. The
HR-TEM micrographs of the recovered Au/SiO,-C; NPs and
[C12]5[PW;,040] NPs after the fifth cycle show no change in the

This journal is © The Royal Society of Chemistry 2023
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Fig. 5 Recyclability and reuse of Au/SiO,—Csz and [C1,]3[PW1,040] NPs
(40/60 wt%) for cyclooctene oxidation over five consecutive cycles.
Reaction conditions: 30 mg Au/SiO,—Cs NPs, 50 mg [Ci2]3[PW;1,040l
NPs, 1.5 mL toluene (2 mol L™ cyclooctene), 1.5 mL water (containing
1.2 equiv. of H,0,), emulsification at 11500 rpm for 2 min, 120 rpm.
Results based on *H NMR.

size distribution of Au NPs over Au/SiO,-C; compared to the
fresh sample with an average size of 4.2 nm. However, partial
agglomeration of Au NPs is observed (Fig. S15%).
[C12]5[PW;,040] NPs are deposited on Au/SiO,-C; NPs (not
shown), confirming their interaction. On the other hand, it
should also be mentioned that W-based catalysts can be prone
to metal leaching. Indeed, while some studies have demon-
strated that leached W species cannot act as a catalyst by them-
selves,” Bisio et al. have shown that in the presence of hydro-
gen peroxide, they themselves can act as a catalyst for alkene
epoxidation.?® So, a study of tungsten leaching in the system
stabilized with Au/SiO,-C; and [Ci,]3[PW1,049] NPs could be
useful to confirm the impact of the nature of the polyoxometa-
lates on different substrates.

Scope of reactants

To assess the versatility of combined [Cy,]3[PW1,040] NPs and
Au/SiO,-C; NPs in emulsion for light-driven oxidation reac-
tions, we tested cyclohexene, limonene and 1-octene, and com-
pared the results obtained after heating to 47 °C which corres-
ponds to the temperature reached under light (Table 2).
Cyclohexene oxidation results mainly in 1,2-cyclohexanediol
with 70% yield after 1 h under light irradiation (entry 2). In
contrast, the yield is 57% at 47 °C. In both cases, no cyclohex-
ene epoxide is observed due to fast ring opening in emulsion,
matching the results of a previous study.'** In the case of limo-
nene with two unsaturations, the epoxidation of the exocyclic
unsaturation is achieved as a secondary reaction of the epoxi-
dation of the endocyclic unsaturation. It is still challenging to
get 8,9-limonene oxide or limonene dioxide, and 1,2-limonene
oxide is obtained as the main product together with carvone as
the minor product.>* Although limonene conversion is slightly
lower under light than in the experiment at 47 °C (35% vs.
45% after 2 h), the yield of 1,2-limonene oxide is higher in the
former case (29% vs. 11%) due to a much higher selectivity
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Table 2 Catalytic results for the oxidation of olefins in a water/toluene
emulsion stabilized with Au/SiO>—Cz + [C15]5[PW15040] NPs

Light irradiation Heater (47 °C)

Substrate  t/h  Conv. (%)  Yield (%)  Conv. (%)  Yield (%)
O 1 94 94¢ 61 58¢
@ 1 70 70° 57 57°
2 35 29°/8¢ 45 11974
11° 3 3¢

5

Reaction conditions: 30 mg Au/SiO,~C; NPs, 50 mg [C;5]3[PW;5040]
NPs, 1.5 mL toluene (containing 2 mol L™ substrates) and 1.5 mL
water (containing 1.2 equiv. of H,0,), emulsification at 11 500 rpm for
2 min, 60 min, 120 rpm. “Results based on 'H NMR of cyclooctene
oxide. ?Results based on 'H NMR of 1,2-cyclohexanediol. °Results
based on 'H NMR of 1,2-limonene oxide. ¢ Results based on *H NMR
of carvone. ¢ Results based on "H NMR of 1,2-epoxyoctane.

(83% vs. 24%). The oxidation of 1-octene shows 11% yield of
1,2-epoxyoctane after 2 h in the light-driven test, whereas only
3% yield is obtained at 47 °C. Overall, these results demon-
strate the ability of combined Au/SiO,-C3; and [C;5]3[PW1,040]
NPs for the light-driven oxidation of olefins at the water/
toluene interface.

Photo- vs. thermal reactor: energy savings

Reduction of energy consumption is key to developing more
eco-efficient processes. In this section, we aim to assess if
plasmon-driven interfacial heating/activation under light
irradiation could provide energy savings for biphasic reactions
in emulsion compared to conventional thermal heating. In
this view, by using the above body of results, we estimated the
energy required in the light-driven and control experiments in
our labscale reactor.

The determination of the theoretical energy (Qry) that is
required for a reaction mixture to reach a given temperature
(heating + cooling) can be calculated using eqn (1), whereas the
energy input supplied by the lamp (Qr) can be computed using
eqn (2) which depends on the power dissipation and time of
exposure. From eqn (1) and (2), the overall energy saving factor
(n) of light irradiation compared to the energy required in
thermal experiments can be calculated using eqn (3)

T™H = 2 Z man,aAT (1)

QL = PangT (2)
Om — Q1

= (ML 3

0= () @

where m, is the mass of each phase in the biphasic system (g);
Cp.« is the specific heat capacity of each phase (J g~ °C™"); AT
is the temperature change observed for the reaction (°C), Payg

1422 | Green Chem., 2023, 25, 1417-1423

View Article Online

Green Chemistry

is the average power output of the lamp (W) and AT is the light
irradiation time (h).

For a 10 mL water/toluene emulsion (50:50 v/v) in a lab
scale batch reactor and cyclooctene oxidation for 1 h under
light irradiation (260 mW cm™2 UV lamp) and thermal heating
(47 °C), a similar cyclooctene yield (58%) is obtained, and the
energy factor is about 74% (see detailed calculations in the
ESIT). This result outlines the energy benefits of photoreactors
based on particle-stabilised emulsions compared to standard
thermal reactors for conducting oxidation reactions.

Conclusions

In summary, we have designed a novel emulsion system that
combines interfacial heating/activation by plasmonic Au/SiO,-
C; NPs under light irradiation and the catalytic properties of
[C12]35[PW;,040] NPs for near-room temperature oxidation of
alkenes with H,0,. The dual-NP system exhibits a 5-fold
increase of activity compared to the thermal reaction, and can
be recycled and reused for at least five consecutive catalytic
runs. The enhanced catalytic properties are ascribed to the
intimate contact between both NPs at the water/toluene inter-
face, discouraging heat transfer to the bulk phase. The
concept presented in this study, although in its infancy, opens
an avenue for engineering multiphase catalytic photoreactors
with a potential energy saving of 74% at isoconversion com-
pared to conventional thermal reactors. Further investigations
will be conducted with a special emphasis on the effect of the
wavelength of light irradiation on the system.
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