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The incidence and mortality rates of respiratory diseases have been steadily increasing over the years,
leading to the development of diverse diagnosis and treatment methods. Gel materials exhibit intricate
structures and possess unique biological properties, making them a valuable resource in medical
applications. Various types of gel materials demonstrate excellent biocompatibility, permeability and
antibacterial activity, rendering them extensively used in drug delivery, release systems, anti-inflam-
In this
comprehensive review, we provide an overview of respiratory diseases and classify gel materials

matory and anti-infective therapies, tissue regeneration promotion, and wound healing.

Received 17th March 2023, accordingly. Subsequently, we focus on the current state of gel applications in diagnosing and treatment

Accepted 27th June 2023 of respiratory diseases, elaborating on the mechanisms behind the utilization of gel materials.
DOI: 10.1039/d3ma00129f Furthermore, we identified the limitations in the existing research of gels in respiratory diseases and

anticipate their future clinical application, which promises a novel strategy for the diagnosis and
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1. Introduction

Compared to other systems in the human body, the respiratory
system has the highest level of exposure to the external
environment due to its extensive contact area. At rest, adults
inhale and exhale approximately 12000 L of gas through the
respiratory tract each day. This gas exchange occurs in 300-
750 million alveoli, comprising a total surface area of about
100 square meters, where oxygen is absorbed from the external
environment, and carbon dioxide is eliminated from the body.
During the process of breathing, the respiratory tract and lungs
can potentially encounter organic or inorganic dust in the
external environment, including various microorganisms, for-
eign protein allergens, dust particles and harmful gases. These
can lead to the development of diverse respiratory diseases.
In the initial stage of pulmonary infection, virus infections
are most commonly observed, frequently affecting the upper
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respiratory tract. Subsequently, bacterial infection can follow.
Asthma is largely associated with the inhalation of allergic
substances. Exposure to particulate matter can result in pneu-
moconiosis, particularly silicosis, coal silicosis and asbestos
silicosis. The lungs are supplied by two groups of blood vessels:
the arteries and veins of the pulmonary circulation that are
responsible for gas exchange, and the bronchial arteries and
veins, which serve as nutrient vessels for the airway and visceral
pleura. The lungs are interconnected with the blood and
lymphatic circulatory systems of various organs throughout
the body. Consequently, bacterial emboli from sources such
as skin, soft tissue furuncles and tumor emboli can reach the
lung, leading to secondary lung abscess and metastatic lung
cancer, respectively. Moreover, lung disease can spread from
the lungs to other organs in the body, such as lung cancer and
tuberculosis affecting the lungs, bones, brain, liver and other
organs.

The respiratory system is an integral component of the
human body, encompassing multiple functions such as gas
exchange, defense mechanisms, neuroendocrine regulation and
so on. Due to its direct exposure to the external environment and
frequent contact, the respiratory system is susceptible to diseases.
In recent years, several factors, including the aging population,
high rates of smoking, air pollution, climate changes, rapid
urbanization, industrialization, and notably, an increased
concentration of particles of <2.5 micrometers in the air, have
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contributed to a steady rise in the incidence and mortality
of respiratory diseases." Since 2017, respiratory diseases have
emerged as the third leading cause of disability and death
globally, following cardiovascular diseases and cancer. Respira-
tory diseases are broadly categorized based on the anatomical
structure and pathophysiological characteristics of the respira-
tory system. These categories include (a) airflow-restricted lung
disease, (b) restrictive pulmonary disease with ventilation dys-
function, and (c) pulmonary vascular diseases. Infections
and tumors represent two major factors that can impact the
respiratory system, resulting in various pathological changes.
Common clinical manifestations of respiratory diseases encom-
pass cough, expectoration, chest tightness, wheezing, and chest
pain. In severe cases, respiratory difficulties and respiratory
failure can occur. Additionally, the global COVID-19 pandemic
has heightened worldwide attention towards the diagnosis and
treatment of respiratory diseases.

Clinical medicine and biomaterials are two interrelated
fields that contribute to achieving precise medical objectives
in the diagnosis and treatment of various diseases. Traditional
medicine faces several limitations and challenges, including
poor bioavailability, systemic toxicity, inadequate targeting
specificity and suboptimal diagnostic and therapeutic efficacy.
To address these limitations, Chen introduced the interdisci-
plinary field of “materdicine”.> Modern biomaterial science
has led to the development of numerous products such as drug-
eluting stents, artificial heart valves, and artificial hip joints,
significantly benefiting human health. Biomaterials can be
classified into four types based on their properties: metal
materials, ceramic materials, polymer materials and composite
materials. Gel, being polymer materials that contain liquid, are
self-supporting and stable dispersion system, characterized by
a continuous grid structure composed of single chains or large
molecular aggregates.® Gel structures are complex, and gel
phenomena are widespread in nature. Most organisms consist
of soft gel-like substances that contain water. A diverse range of
gel materials with various properties have found widespread
applications in the field of medical biology, allowing for the
customization and functionalization of gels. Gel-based nano-
composites refer to three-dimensional network system formed
through the physical or chemical crosslinking of high molecular
polymers.* Nano-gels exhibit high water absorption, structural
modifiability, high drug loading capacity and good biocompat-
ibility, making them excellent carriers for various drugs, includ-
ing biomacromolecules.>® In addition, the use of nanoparticles
holds significant potential for enhancing diagnostic imaging
and enabling unique treatments for lung diseases. Presently,
the diagnosis of respiratory diseases relies on detailed medical
histories and physical examinations, with imaging techniques
such as chest X-ray and computed tomography (CT) playing a
crucial role. With the advancement of precision medicine, there
is an increasing demand for more sophisticated diagnostic
methods to identify specific pathogens or pathologies.
Moreover, the treatment of respiratory diseases extends beyond
intravenous infusion and oral administration, with clinical
practice increasingly incorporating drug delivery methods and
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minimally invasive surgeries. Many of these rapidly evolving
diagnostic and treatment approaches methods of diagnosis
and treatment are closely related to various gel materials,
especially in the areas of drug delivery and release, anti-
inflammatory and anti-infective therapies, tissue regeneration
promotion and wound healing.” "

This review provides an overview of the classification of
respiratory diseases and gels (Fig. 1), with a specific emphasis
on their application in the diagnosis and treatment of respira-
tory diseases, including lung cancer. Furthermore, we delve
into the mechanisms underlying the utilization of gel materials
in the diagnosis and treatment of respiratory diseases. We expect
that the application of gel as a biomaterial in the field of
respiratory diseases will offer a broader prospect, thereby provid-
ing healthcare professionals with new strategies for effectively
treating respiratory diseases.

2. Overview of respiratory diseases

2.1 Restrictive pulmonary disease with ventilation
dysfunction

Patients with restrictive lung disease experience incomplete
lung expansion, preventing the lungs from being fully filled
with air. Interstitial lung disease (ILD), also known as diffuse
pulmonary parenchymal disease, is the most common form of
restrictive respiratory dysfunction. ILD encompasses various
types, with idiopathic pulmonary fibrosis (IPF) accounting for
20% to 50% of all ILD cases."” The estimated incidence of IPF
in Europe and North America ranges from 3 to 9 cases per
100000 people per year, while it is lower in Asia and South
America.”® As inflammation, fibrosis, and diffusion capacity
deteriorate, patients with ILD experience hypoxemia, decreased
blood oxygen saturation, as well as shortness of breath and
dyspnea. Chronic hypoxemia may lead to cyanosis, while
increased dyspnea can result in weight loss and malnutrition."*
Patients with ILD are characterized by restrictive ventilation
dysfunction and gas exchange dysfunction.'> High-resolution
computed tomography (HRCT) plays a key role in diagnosing
IPF and often eliminates the need for invasive diagnostic proce-
dures. Usually, HRCT typically reveals usual interstitial pneumo-
nia (UIP), which refers to the histopathological changes
commonly observed in IPF patients, such as honeycombing.'®
Therefore, the clinical diagnosis of a certain ILD is a dynamic
process that requires close collaboration among clinical, radi-
ological and pathological experts to verify or modify the diagnosis
based on comprehensive data Different types of interstitial lung
diseases require distinct treatment approaches. The primary
goals of treatment are to prevent or reduce pulmonary inflamma-
tion and fibrosis, improve patients’ quality of life and prolong
survival. In clinical practice, there are three main treatment
approaches for ILD: drug therapy, oxygen therapy and surgical
interventions.'”'®

Restrictive ventilation defects can also arise from musculo-
skeletal abnormalities in the thoracic cavity or respiratory muscle
weakness caused by neuromuscular diseases. Acute idiopathic

© 2023 The Author(s). Published by the Royal Society of Chemistry
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Fig. 1 Classification of respiratory diseases.

demyelinating polyneuropathy (Guillain-Barré syndrome), motor
neuron disease, and poliomyelitis are recognized conditions that
can result in respiratory insufficiency.'**°

Additionally, restrictive ventilation dysfunction can be
caused by chest wall and pleural diseases. In stage III (dorsal
or thoracic) of ankylosing spondylitis (AS), patients may experi-
ence chest and thoracoiabdominal pain, along with limited
thorax expansion due to inflammation-related damage to the
costovertebral and sternocostal joints pleural effusion,>"*?
whether caused by tuberculosis, tumors, connective tissue
diseases, or other pleural diseases such as pleural mesothe-
lioma, can also restrict the expansion of thoracic or lung tissue
and reduce the compliance of thoracic and/or lung.*?

Furthermore, obesity can contribute to significant restrictive
lung physiology and give rise to obesity hypoventilation syn-
drome (OHS).>* Individuals with severe obesity may experience
severe and potentially life-threatening respiratory complications.
Restrictive hypoventilation caused by decreased chest wall com-
pliance and diaphragm dysfunction is more pronounced in male
and abdominal obese subjects.>®

2.2 Airflow limitation pulmonary diseases

Airflow limitation pulmonary diseases encompass a group of
lung diseases characterized by ventilation dysfunction. The
exact pathogenesis of these diseases remains complex and
not fully understood. The group includes chronic obstructive
pulmonary disease (COPD), which involves persistent airflow

© 2023 The Author(s). Published by the Royal Society of Chemistry
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restriction, as well as bronchial asthma, which exhibits
reversible airflow restriction, bronchiectasis and bronchiolitis
obliterans. These diseases significantly impact patients’ ability to
perform physical labor and diminish their overall quality of life.

2.2.1 COPD. COPD is a prevalent, preventable, and treata-
ble disease commonly observed in elderly patients, particularly
those aged 65 and above. It is characterized by persistent
respiratory symptoms and limited airflow, which is often
associated with abnormalities in the airway and/or alveolar
resulting from significant exposure to harmful particles or
gases.”® Smoking is the primary risk factor for COPD.*” Other
causes include air pollution, indoor biomass fuel burning, dust
occupational exposure, chemical agents and dust.>®*>° In the
examinations of lung function, a post-bronchodilator forced
expiratory volume in one second (FEV1) to forced vital capacity
(FVC) ratio less than 0.70 is commonly used as a diagnostic
criterion for COPD. The primary goal of COPD treatment is to
prevent and control symptoms, reduce the severity and fre-
quency of acute exacerbations, improve respiratory capacity,
enhance exercise tolerance and reduce mortality. Treatment
approaches involve reducing exposure to risk factors, p com-
prehensive disease assessment, patient education, both phar-
macological and non-pharmacological interventions for stable
COPD, and prevention and treatment of acute exacerbations of
COPD.*!

2.2.2 Asthma. Asthma is a chronic inflammatory disease of
the airway characterized by intermittent airway obstruction and
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heightened reactivity. Various cell types, including mast cells,
eosinophils, T lymphocytes, macrophages, neutrophils and
epithelial cells play a role in the pathogenesis of asthma.
In susceptible individuals, inflammation leads to airway hyper-
responsiveness, resulting in recurrent symptoms such as
wheezing, shortness of breath, chest tightness or cough.’?
Diagnosis of asthma is established when patients exhibit
typical symptoms and signs, along with evidence of airflow
limitation, such as positive bronchodilator reversibility (BDR)
or provocation test.*® The treatment of asthma focuses on both
acute exacerbations and long-term management. The general
principles for the treatment of acute bronchial asthma are anti-
inflammatory, antispasmodic, antiasthmatic, antiallergic and
symptomatic treatment to alleviate symptoms promptly. The
treatment of asthma in remission aims at long-term control of
symptoms, anti-inflammatory measures reduction of airway
hyperresponsiveness, avoidance of triggers, and self-care.**
Medications commonly used for asthma treatment include
glucocorticoids, mast cell membrane stabilizers, leukotriene
receptor antagonists, bronchodilators, theophylline and antic-
holinergic drugs. In recent years, specific immunotherapy
methods have also been developed as a treatment option for
asthma.

2.2.3 Bronchiectasis. Bronchiectasis is a condition charac-
terized by the chronic inflammatory reaction of the bronchi
and surrounding lung tissues, resulting in the destruction of
the bronchial wall and the formation of irreversible expansion
and degeneration of the airway lumen. Clinical symptoms
commonly associated with bronchiectasis include chronic
cough, the production of large amounts of purulent phlegm,
and recurrent hemoptysis. Pulmonary function test typically
reveals obstructive ventilation dysfunction as the main
manifestation.®> The development of bronchiectasis is attri-
buted to a variety of triggering factors, which contribute
to a vicious circle of airway remodeling and dilation.*®
High-resolution chest CT is an important method to diag-
nose bronchiectasis. Treatment objectives focus on relie-
ving symptoms, improving the quality of life, protecting lung
function, and reducing overall morbidity and mortality
rates.”’

2.2.4 Bronchiolitis obliterans. Bronchiolitis obliterans
(BO) is a rare fibrotic disease involving terminal bronchioles
and respiratory bronchioles. It is characterized by clinical
manifestations such as recurrent or persistent shortness of
breath, wheezing or coughing, poor exercise tolerance, wet
squeaking sounds in the lungs, lack of response to bronchodi-
lators, and obstructive pulmonary dysfunction.®® The most
common causes of BO include lower respiratory tract infection
in children,*® hematopoietic stem cells or lung and heart-lung
transplantation,’®*" and inhalation of toxic fumes.*”> High-
resolution CT scans are typically the first choice for evaluating
suspected or confirmed BO patients. Currently, there is no
standardized and effective treatment plan for BO. However, to
control the progression of BO, clinical management often
involves the use of glucocorticoids, immunosuppressants,
immunomodulatory drugs and targeted therapies.
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2.3 Pulmonary vascular diseases

Pulmonary vascular diseases mainly include primary and
secondary pulmonary hypertension as well as pulmonary
veno-occlusive disease (PVOD). Pulmonary arterial hyper-
tension (PAH) is a progressive disorder characterized by ele-
vated pulmonary arterial pressure (mean >25 mm Hg at rest or
>30 mm Hg during exercise), normal pulmonary wedge pres-
sure, and subsequent right heart failure.*® The development of
primary pulmonary hypertension (PPH) involves the interaction
between genetic susceptibility and environmental factors.
As PPH is a progressive disease, there is currently no curative
treatment available. The main goal of treatment is to reduce
pulmonary artery pressure, alleviate symptoms and improve
prognosis. Pulmonary thromboembolism (PTE) is the most
common secondary pulmonary hypertension. PTE arises when
a thrombus originating from venous system or right heart
obstructs the pulmonary artery or its branches. Deep vein
thrombosis (DVT) of lower limbs is a major source of thrombi
causing PTE. PTE and DVT together constitute thromboembo-
lism (VTE), representing different clinical manifestations of
VTE in distinct locations and stages.** Clinical manifestations
of PTE include chest pain, dyspnea, hemoptysis and so on.
However, these symptoms lack specificity, which can lead to
misdiagnosis if not thoroughly evaluated.

PVOD is a clinicopathological syndrome that can cause
pulmonary hypertension. It is characterized by progressive
occlusion of pulmonary venules, resulting in increased
pulmonary vascular resistance and right heart failure.”> The
incidence of PVOD ranges from approximately 0.1 to 0.2 cases
per million individuals. The onset of PVOD can occur at any
age, with the majority of cases occurring under 50 years old.
The incidence in children is similar between boys and girls,
while in adult men, it is higher.*® The clinical manifestations of
PVOD are nonspecific, with the most prominent symptom
being the progressive worsening of dyspnea following exercise.
The diagnosis of PVOD still relies on surgical lung biopsy as
the gold standard. However, other diagnostic tools such as
high-resolution CT scans, arterial blood gas analysis, pulmon-
ary function and bronchoalveolar lavage fluid (BALF) can also
be helpful.*” Currently, the primary focus of PVOD treatment is
to alleviate symptoms, restrict physical activities, and avoid
medications that may worsen pulmonary hypertension, such as
B-blockers. Traditional medical treatment options include oxygen
inhalation, diuretics, cardiac medications and anticoagulation.*®

2.4 Pulmonary infectious diseases

2.4.1 Pneumonia. Pneumonia can be classified into differ-
ent types based on its etiology. Bacterial pneumonia is caused
by various bacteria, including Streptococcus pneumoniae,
Staphylococcus aureus, Klebsiella pneumoniae, Pseudomonas
aeruginosa and Escherichia coli. Atypical pathogen pneumonia
is caused by organisms such as mycoplasma, chlamydia and
Legionella. Viral pneumonia is caused by viruses like adeno-
virus, respiratory syncytial virus, coronavirus and influenza
virus. Fungal pneumonia is caused by fungi such as Aspergillus,

© 2023 The Author(s). Published by the Royal Society of Chemistry
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Candida and Cryptococcus. Identifying the specific pathogens
responsible for pneumonia is crucial for accurate diagnosis and
appropriate treatment. Traditional methods for identifying patho-
gens can include culture of sputum, blood, pleural effusion or
BALF, as well as special staining and smear techniques. However,
in recent years, Next-generation sequencing (NGS) technologies
have become increasingly prevalent in clinical settings and have
shown significant advantages. NGS involves extracting pathogenic
DNA or RNA from sputum or BALF samples and sequencing the
genetic material to identify the specific pathogen causing the
infection.*

2.4.2 Pulmonary tuberculosis. Tuberculosis (TB) is a
chronic infectious disease caused by Mycobacterium tuberculosis
(MTB) infection. It is a significant public health issue and
the leading cause of death worldwide caused by a single
pathogen.’® While MTB primarily infects the lungs, but it can
also infect almost any organ system, including lymph nodes,
central nervous system, liver, bones, genitourinary tract and
gastrointestinal tract. Tuberculosis is highly transmissible
through respiratory droplets. In 2021, tuberculosis resulted in
1.5 million deaths.>® Traditional methods for detecting TB
pathogens include acid-fast staining smear and mycobacterial
culture. However, with the advancement of molecular biology
techniques, molecular diagnosis, especially Xpert MTB/Rif
assay, has gained more and more attention due to its high
sensitivity, specificity, simplicity, and rapidity.>> Chemotherapy
plays a crucial role in the management of tuberculosis, serving
as both a powerful treatment approach and an essential com-
ponent of disease prevention and control. However, in recent
years, the incidence and mortality rates of multidrug-resistant
(MDR) and extensively drug-resistant (XDR) tuberculosis have
been increasing. The management of MDR and XDR involves
comprehensive treatment strategies centered around chemo-
therapy, including immunotherapy, interventional therapy, and
surgical interventions.”

2.5 Lung cancer

Lung cancer is the most common cancer among men world-
wide and the second most common cancer among women,
following breast cancer. Lung cancer is also the main cause of
cancer-related death for both genders.>® Several factors con-
tribute to the increasing incidence of lung cancer, including
smoking, exposure to indoor and outdoor air pollution, occu-
pational exposure to harmful substances, genetic susceptibility,
radiation exposure, and an unbalanced diet.>*”>” Lung cancer
can be classified into two main pathological types: non-small
cell lung cancer (NSCLC) and small cell lung cancer (SCLC).
NSCLC accounts for about 85% of and is further divided into
squamous cell carcinoma (LSCC) and adenocarcinoma
(LADC).”® The different pathological types have distinct char-
acteristics and require different treatment approaches. Early
diagnosis and accurate determination of pathological types of
lung cancer are the keys to improve the survival rate and
prognosis of lung cancer patients. There are many ways to
obtain pathological samples for diagnosis, such as fiberoptic
bronchoscopy, thoracoscope, CT-guided percutaneous lung

© 2023 The Author(s). Published by the Royal Society of Chemistry
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puncture and so on. Serum tumor markers, such as Carcinoem-
bryonic antigen (CEA), Cytokeratin 19 fragment (CYFRA21-1)
and Neuron-specific enolase (NSE), are non-invasive tests that
can aid the diagnosis of primary lung cancer.’®"®> The treat-
ment approach for lung cancer should be based on factors
such as the patient’s physical condition, pathological type,
molecular pathological diagnosis, and clinical stage. Treatment
options include surgery, chemotherapy, targeted therapies,
immunotherapy and radiotherapy. A comprehensive and per-
sonalized treatment plan aims to achieve complete tumor
eradication or maximum tumor control, increase cure rates,
improve patients’ quality of life, and prolong survival time.*?

3. Classification of gels

There are many kinds of gel materials, and their classification
can be quite intricate. Based on the variations in molecular
structures, gels can be divided into polymer gels, supramole-
cular gels and metal-organic framework gels. Each type of gels
possesses distinct characteristics and finds applications in
diverse fields. In this section, we provide a straightforward
classification focused on the gels discussed in this review.

3.1 Polymer gel

A polymer gel is a three-dimensional or interpenetrating net-
work (IPN) composed of macromolecular chains and a solvent.
Based on the source of the polymer, it can be categorized as
either natural polymer gel or synthetic polymer gel. The con-
ventional method for preparing polymer gels involves the
initiation, polymerization, and cross-linking of monomers
using initiators and cross-linking agents. Several types of polymer
gels have been synthesized using various radiation methods, such
as poly (N-isopropylacrylamide) (pPNIPAAm) hydrogel,** polyvinyl
pyrrolidone (PVP),* poly(acrylic acid/acrylamide) gel,*® and hydro-
xypropyl cellulose methacrylate (HPCM) gel,®” as illustrated in
Fig. 2. The radiation methods include y-ray, ion and UV radiation.
The incorporation of IPN technology allows for the formation of a
unique topological entanglement between the blended compo-
nents of the polymer network. This interweaving interaction leads
to specific properties, thereby greatly improve the mechanical
properties of products. PH- and electric-responsive sensitive poly-
mer gels have been synthesized through graft copolymerization
and polymer IPN technology.®”® Polymer gel have found wide-
spread applications in memory element switches, sensors, drug-
controlled release system, artificial muscles, and the encapsulation
of active enzymes.

3.2 Supramolecular gel

Supramolecular polymer gel is a type of nanostructures formed
by the assembly of small molecules into supramolecular poly-
mers, which then undergo multi-level assembly through var-
ious noncovalent interactions to form the gel. There are several
ways to classify supramolecular gels:*® (1) based on the fixed
solvent, they can be divided into organic gel, hydrogel and ionic
liquid gel according to the fixed solvent, similar to polymer
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gels. (2) It can be divided into single-component gel, two-
component gel and multi-component gel according to the
components of the contained substances. (3) Depending on
the types of gelling agents, they can be divided into aliphatic
derivatives, steroid derivatives, nucleoside base derivatives,
amino acid and peptide derivatives, carbohydrate derivatives,
organometallic complexes, conjugated m systems and more.
Supramolecular polymer gel possesses unique mechanical
properties, including controllable mechanical strength, viscoe-
lasticity, self-healing and so on. Self-assembled supramolecular
polymer gel also has excellent responsiveness to various stimuli
(Fig. 3a and b).”*”" Scanning electron microscope (SEM)
has been employed to observe the xerogel of supramolecular
polymer, revealing a porous structure that contributes to the
observed gelation extension and interconnection (Fig. 3c).
In addition, a layered network with holes has been observed
(Fig. 3d), demonstrating the diversity of microstructure of supra-
molecular polymer gel. The mechanical properties of these supra-
molecular polymer gels can be controlled by changing external
stimuli (Fig. 3).

3.3 Metal-organic framework gel

Metal-Organic Frameworks (MOFs) are porous materials with a
periodic structure, which are formed by self-assembly of central
metal ions or clusters and organic ligands. MOFs pocesses
excellent characteristics, including high surface area and por-
osity, adjustable pore shape and size, adjustable structure,

5436 | Mater. Adv, 2023, 4, 5431-5452

biodegradability and variable internal characteristics.”> The
polarized surface of MOFs particles is composed of central
metal and carboxyl or imidazole groups (Fig. 4), which can
interact with hydrophilic polymers in hydrogel and further
enhance the mechanical properties of hydrogel. An example
is the synthesis of a cobalt catalyst embedded within nitrogen-
doped graphene aerogel (Co-N-GA), achieved through a simple
in situ hydrothermal assembly and pyrolysis method using
MOFs@GA composite (Fig. 4a and b). The catalyst exhibits
hierarchical pores of micropores, mesopores and macropores,
resulting in excellent electrocatalytic performance, high activity
and enhanced stability.”? Another instance involves the for-
mation of various MOF hydrogels (MA-M) by chelating Co>*
with alginate and 2-methylimidazole. The microstructure of
these hydrogels transit from a smooth surface similar to
alginate gel to a uniform granular structure.”

In recent years, polysaccharide/MOFs composite aerogel
materials have been widely used in the fields of adsorption,
separation, catalysis, and drug loading. These materials
combine the renewable nature and degradation capabilities of
polysaccharide aerogels with the advantageous properties of
MOFs, including good biocompatibility, strong structural des-
ignability, large specific surface area and abundant pores. The
types of MOFs involved in polysaccharide/MOFs composite
aerogels are relatively focused, such as ZIFs and Zr-based MOFs
(Fig. 5). For instance, cellulose/ZIF-8 composite aerogel has
good adsorption performance and reusability for common

© 2023 The Author(s). Published by the Royal Society of Chemistry
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organic solvents such as bromobenzene, benzene, dichloro-
methane, chloroform, tetrachloromethane, ethanol, toluene,
cardanol and pump oil.”> Additionally, through solvent-
assisted ligand exchange (SALE) processing, the crystallinity,
porosity, and superparamagnetism of the mercapto functiona-
lized magnetic Zr-MOF (MFC-S) are effectively maintained.”®

4. Gels for diagnostics and therapy of
respiratory diseases

As a new functional material, gels are widely used in the
diagnosis and treatment of respiratory diseases due to their
high water absorption capacity and excellent biocompatibility.

© 2023 The Author(s). Published by the Royal Society of Chemistry

Currently, they are primarily utilized in all aspects of imaging
diagnosis, etiological diagnosis of infection, and pathological
diagnosis. Moreover, gels play a crucial role in surgical proce-
dures, interventional therapies for respiratory diseases, radio-
therapy of lung cancer, as well as and drug delivery and release
applications.

4.1 Diagnostics

4.1.1 Detection of pathogens. Metagenomic sequencing,
mass spectrometry and other methods are often used to identify
pathogens in pulmonary infectious diseases. These detection
techniques often involve polyacrylamide gel electrophoresis or
agarose gel electrophoresis (Fig. 6). Polyacrylamide gel is a
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three-dimensional network gel formed by polymerization and
cross-linking of acrylamide (Acr) and cross-linking agent N,N'-
methylene bisacrylamide (Bis) under the action of ammonium
persulfate (AP), N,N’,N'-tetramethylethylene diamine (TEMED),
and electrophoresis is carried out with this as a support.
Through polyacrylamide gel electrophoresis, proteins can be
separated into distinct bands based on their varying electric
charge and molecular size. SDS, an anionic surfactant, disrupts
the hydrogen bond and hydrophobic bond of protein, forming
short rod-shaped compounds with uniform density when
combined with protein molecules in specific proportions. The
length of the compounds correlates positively with the mole-
cular weight of the protein. Polyacrylamide gel is transparent,
elastic and processes favourable mechanical properties. Addi-
tionally, the pore size of the gel can be adjusted. The pore size
of the gel can be customized by selecting an appropriate gel
concentration based on the molecular weight of the target
substance and by modifying the concentration of monomers
and cross-linking agents.”’

Agarose gel electrophoresis is an electrophoresis method
using agar or agarose as the supporting medium. It is particu-
larly suitable for samples with larger molecular weights, such
as macromolecular nucleic acids and viruses. For efficient
separation, agarose gels with larger pore sizes are typically
used. Agarose gel is known for its safety and ease of operation.

5438 | Mater. Adv,, 2023, 4, 5431-5452

In this specific system, histidine/2-(N-morpholino) ethanesul-
fonic acid (His/MES) with pH of 6.1 was used as buffer. Within
this system, the migration of molecules occurs based on their
isoelectric point (PI). Basic molecules with isoelectric point (PI)
higher than 6.1 migrate to the cathode, while acidic molecules
migrate to the anode. This characteristic allows for the analysis
of proteins in their natural (non-denatured) state regardless of
PL.”® Thus, the small differences in structural properties among
SARS-CoV-2 mutants can be detected.”®

4.1.2 Pathological diagnosis. CT-Guided percutaneous
lung puncture is a highly reliable and accurate method for
diagnosing lung diseases. As the incidence of lung cancer
continues to rise and the detection rate of asymptomatic pulmon-
ary nodules increases, there is a growing demand for lung biopsies
that involve new molecular profiling and genomic analysis of the
tissue. In this context, more and more gel materials are used in CT-
guided percutaneous lung puncture (Fig. 7). A most common
complication associated with this procedure is pneumothorax.
The use of an artificial hydrogel plug called BioSentry significantly
has reduced the incidence of pneumothorax in patients under-
going CT-guided lung biopsies, as well as reduced rates of chest
tube placement and postoperative hospitalization.*

The implementation of lung cancer screening programs has
significantly increased the detection rate of sub-centimeter
lesions, including solid masses and ground glass opacity

© 2023 The Author(s). Published by the Royal Society of Chemistry
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(GGO) sub-centimeter lesions. As a result, there is a growing
need for histological diagnosis in these cases. While a percu-
taneous CT-guided biopsy can be challenging, surgical excision
is an effective diagnostic option. CT-guided hydrogel plug
deployment (BioSentry®™) has recently been proposed to sim-
plify intraoperative nodule localization (Fig. 7b-e). CT-Guided
hydrogel plug placement can successfully detect GGOs in the
lung and resect GGOs by the uniVATS approach. This equip-
ment facilitates the diagnosis of lung cancer and achieves
successful treatment in 85.4% of cases.®

© 2023 The Author(s). Published by the Royal Society of Chemistry

4.1.3 Imaging diagnosis. Synthetic hydrogel particles based
on polymers provide the flexibility to combine targeted peptides
with imaging probes and encapsulate diagnostic and therapeutic
agents for delivery to the lungs (Fig. 8). Brody et al. designed
polyacrylamide hydrogel particles with different sizes and func-
tionalized them with non-arginine cell penetrating peptide (Arg9,
Fig. 8a—c). Through the evaluation of model particles, it was found
that larger polyacrylamide microparticles (PMP) exhibited a brief
residence time in the airways and were rapidly cleared through
the gastrointestinal tract, potentially via the mucociliary pathway.
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Their halflife in the lungs was also very short. These particles,
when lacking cell penetrating peptide (CPP) Arg9, did not cause
acute inflammation. Therefore, they can be used for diagnostic
imaging of conditions requiring relatively short lung residence
time, such as acute lung injury (including acute lung infection
and acute respiratory distress syndrome). On the other hand,
smaller polyacrylamide nanoparticles (PNP) demonstrated a
longer retention time and a higher retention rate in the lung
membrane, which was further increased by Arg9. However, no
acute lung inflammation was observed with these nanoparticles.
Therefore, these nanoparticles may be more suitable for contin-
uous imaging purpose.®>

4.2 Therapy

The treatment of respiratory diseases primarily depends on the
etiology and associated clinical symptoms. Drug therapy plays a
crucial role in the treatment of most pulmonary infectious
diseases, encompassing various administration routes such as
oral, intravenous, and atomized inhalation. Furthermore, the
selection of chemotherapy, radiotherapy, surgery or interven-
tional therapy depends on individual circumstances. Along
with the rapid development of gel technology, gel-based nano-
composites have been widely used in the treatment of respiratory
diseases.

4.2.1 Surgery and interventional therapy for respiratory
diseases. Surgery and interventional therapy are important
methods in the treatment of respiratory diseases (Fig. 9).

5440 | Mater. Adv., 2023, 4, 5431-5452

Among these, cryosurgery stands out as a minimally invasive
technique that uses freezing temperatures to eradicate tissues
for the treatment of various diseases, including lung cancer.®?
The main advantage of cryosurgery is that it cryosurgery
offers the advantage of targeting a substantial volume of tissue
while preserving the surrounding structures to a large extent.
Cryosurgery reduces the risk and shortens the recovery time
compared to certain traditional operations.®® However, it
encountered some challenges in practical use, partly due to
the difficulty in predicting treatment outcomes. To address this
issue, Michael L. and colleagues proposed the application of
predictive modeling ultrasonic gel, which has temperature-
dependent thermal characteristics, serves as a convenient
tissue membrane (Fig. 9a). The temperature inside and around
the “ice ball” was plotted by carefully placing thermocouple
arrays in the ultrasonic gel, which characterized the freezing
situation around the single and two interacting freezing
probes.%’

With the advancement of chest CT and imaging technology,
the incidence of lung nodules has been increasing. Accurate
segmentation of lung nodules in chest CT images is crucial for
image-guided lung cancer diagnosis and treatment planning.®®
When lung cancer is highly suspected, many patients opt for
video-assisted thoracic surgery (VATS) as a treatment option.
VATS is becoming increasingly popular for partial resection of
lung nodules due to its minimally invasive nature compared
to thoracotomy.’” However, locating small or ground-glass

© 2023 The Author(s). Published by the Royal Society of Chemistry
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Fig. 7 Application of gel material in CT-guided percutaneous lung puncture. (a) The Bio-Seal Lung Biopsy Tract Plug. Reprinted with permission from
ref. 80 (b) a CT scan showing the plug deployment. (c) Hydrogel plug sealed into lung parenchyma (uniVATS vision). Reprinted with permission from
ref. 81 (d) lung specimen with hydrogel plug previously deployed (1 month before surgery). (e) A case of hydrogel plug dislodgment. The arrow indicates
the subpleural suffusion nearby the percutaneous lung puncture. Arrow: outlines the subpleural suffusion. Reprinted with permission from ref. 81.

opaque nodules before VATS are difficult.®® Therefore, various
percutaneous positioning techniques are used to aid in locali-
zation before the surgery. These techniques include short hook
wire placement,®® radionuclide injection,”® contrast agent
injection such as lipiodol or barium,’* dye injection,’® and so
on. Studies have shown the feasibility of using the mixed
labeling of indigo carmine, lipiodol and lidocaine gel before
operation. Lidocaine gel, as a surfactant, forms micelles and
connect oil-based lipiodol with water-soluble indigo carmine.
Lidocaine gel also increases the viscosity of the mixture, pre-
venting the dye from spreading to the lung.”

Pneumothorax is a common complication following thora-
coscopic lung nodule resection. Various biological and syn-
thetic materials have been used to seal the resected lung tissue
to solve this problem, but their effectiveness has been limited.
PleuraSeal is a novel, 100% synthetic, and biodegradable

© 2023 The Author(s). Published by the Royal Society of Chemistry

hydrogel, which can eliminate the risks of allergic reaction,
immune reaction and virus transmission. As an inert sub-
stance, PleuraSeal does not support the growth of bacteria,
and it does not contain latex, making it safe for patients with
latex allergies. The gel consists of two liquid components:
polyethylene glycol ester (PEG) and tri-lysine amine (Fig. 9c).
PEG, the first component, is a water-soluble, non-toxic and
biocompatible component with active bonds. PEG is provided
in the form of transparent blue solution, and imparts a blue
color to the polymerized hydrogel. The second component, tri-
lysine, is derived from r-lysine, which is obtained through the
fermentation of sugarcane molasses or tapioca starch. While
tri-lysine is derived from plants, the final product is considered
to be synthetic. PleuraSeal can be used as a spray to seal lung
tissue after thoracoscopic resection and also as a preventive
adjuvant for thoracoscopic lung surgery.”

Mater. Adv, 2023, 4, 5431-5452 | 5441


http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d3ma00129f

Thisarticleislicensed under a Creative Commons Attribution-NonCommercial 3.0 Unported Licence.

Open Access Article. Published on 02 August 2023. Downloaded on 1/18/2026 6:52:03 PM.

(cc)

Review

o (o]
a Q NS ~Z
VLNHZ \/u“u’\”ﬂ\/ b
+

§)J*u-(/m_;)g-coou
+

Inverse Inverse
emulsion microemulsion

l Polymerization l

PMP PNP
d PMP
1h 18 h
CPP+ CPP- CPP+

CPP -

e PMP
A 7 2 . ]
YOIREIRIE. )
R0 (Bl A
3-Q- ©
ot AN fot{zl;s
REBAUR IR EQ I AN
CPP-CPP+ CPP- CPP+
3h 18 h

Fig. 8 Application of gel materials in imaging diagnosis of respiratory diseases.

©

CPP -

View Article Online

Materials Advances

Polyacrylamide Polyacrylamide
Micro Particles c Nano Particles
PMP PNP

&

1000 nm

| ¥ Arg,CPP @ BSA-488 |
PNP
1h 18 h
CPP+ CPP- CPP+

CPP- CPP+ CPP- CPP+
3h 18 h

(@a)—(c) Synthesis, functionalization, and in vitro behavior of

polyacrylamide hydrogels. Reprinted with permission from ref. 82 (d) and (e) MicroPET/CT imaging of “®Br-labeled particles following intratracheal

delivery. Reprinted with permission from ref. 82.

Hemoptysis one of the most common acute and severe
diseases of respiratory system, and severe hemoptysis can
lead to suffocation and death of patients. Bronchial artery-
pulmonary artery fistula represents an abnormal vascular con-
nection between systemic and pulmonary circulations, leading
to increased blood flow in the bronchial artery, which can cause
rupture and bleeding. This condition is a common contributor
to recurrent refractory hemoptysis. Bronchial artery emboliza-
tion is the primary treatment choice for managing this type of
massive hemoptysis. There are many embolic materials that
can be used for interventional therapy, with the gelatin sponge

5442 | Mater. Adv,, 2023, 4, 5431-5452

strip being the most commonly used in clinical practice. The
gelatin sponge strip offers advantages such as absence of
antigenicity, disinfection and cost-effectiveness. However, it is
prone to blood vessel recanalization. In recent years, GU et al.
proposed a new concept of vascular embolization involving
controllable aggregation of colloidal hydrogel microspheres.
With this strategy, solid embolism of fluid-like injection can be
achieved. Colloidal microspheres not only have the function of
embolization, but also have the potential functions such as
hyperthermia, drug loading and CT imaging. Therefore, mag-
netic polyvinyl alcohol hydrogel microspheres were synthesized

© 2023 The Author(s). Published by the Royal Society of Chemistry


http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d3ma00129f

Open Access Article. Published on 02 August 2023. Downloaded on 1/18/2026 6:52:03 PM.

Thisarticleislicensed under a Creative Commons Attribution-NonCommercial 3.0 Unported Licence.

(cc)

Materials Advances

View Article Online

Review

a 5.0 X
+ US Gel Specific Heat Appraximate = '« H20Measured

45 1| —naoReference (42) [t b —H20Reference [42]

40 I . < 40 + USGel Measured
=35 . E 35 - - 35%Propylene Glycol
z Z
§ 30 E 3.0 =
_% 25 g 25 3
EZ.O 5 20

15 B 1S
’ B -E- 1.0

10 E u

0.5 4  aEesELe

0.0 ——— —— + y————r 0.0

<130 -110 90 -70 -50 -30 -10 10 30 <130 -110  -90 -70 -50 -30 -10 10 30
Temperature (*C) Temperature (°C)
C . Trilysine
: Ve /
N
( Y
)\ MicroMist™ spray applicator
Polyethylene glycol /

N

/
\
Stapled
\ung tissue

Tube to surgical
air pump

Fig. 9 Application of gel in surgical operation and interventional therapy of respiratory diseases. (a) Measured ultrasound gel specific heat (left) and
thermal conductivity (right). Reprinted with permission from ref. 85 (b) changes over time in mixtures containing indigo carmine, lipiodol and lidocaine
gel. Reprinted with permission from ref. 93 (c) the PleuraSeal lung sealant system. The 2 components, polyethylene glycol and trilysine, are sprayed with
the MicroMist spray applicator, which is attached to a surgical air pump. The applicator can be passed through a port, and the tip is positioned at a
distance of 2 cm from the tissue site to be sealed. Reprinted with permission from ref. 94 (d) thoracoscopic view of the transparent blue seal after spray
application of PleuraSeal lung sealant at the site of pulmonary tissue resection (with an endoscopic linear stapler). Reprinted with permission from ref. 94.

by inverse suspension crosslinking method. In the presence of
magnetic field, the microspheres could be controlled to aggre-
gate within the fluid. Magnetic hydrogel microspheres possess
the special fluidity of iodized oil and can form solid operators,
so they are expected to be widely used in clinical vascular
embolization in the future.”

4.2.2 Radiotherapy of lung cancer. Radiation therapy is a
common treatment for lung cancer, and the use of gel plays a
significant role in the process (Fig. 10). With the development
of dynamic radiotherapy technologies, such as Tomo therapy,
arc-controlled radiotherapy and intensity-modulated radio-
therapy, radiotherapy technologies are becoming more and
more complex, making quality assurance and control of radio-
therapy schemes of paramount importance. Therefore, metro-
logical verification before treatment is the key part to ensure

© 2023 The Author(s). Published by the Royal Society of Chemistry

quality and control. Accurate metrological verification not only
effectively reduce the risk of errors in radiotherapy but also
minimize side effects and recurrence rate of radiotherapy.’®
In 1984, Gore et al. proposed the concept of 3D chemodosi-
metry, which used gel matrix with Fricke dosimeter to measure
dose distribution with the aid of magnetic resonance imaging
(MRI).”” The 3D metrology has developed rapidly in recent
years. This includes the use of polymer gel dosimeter
(Fig. 10a) dosimeter using oxygen scavenger and other dosi-
meters based on radiochromic reaction.’® The 3D lung simula-
tion dosimeter has also been proposed to address the
limitations of traditional gel formulations, which are typically
water-equivalent and not ideal for measuring dose in lung
tissue. To reduce the density of gel, there are two common
methods: foaming the gel before solidification and incorporating

Mater. Adv., 2023, 4, 5431-5452 | 5443
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Fig. 10 Application of gel in radiotherapy of lung cancer. (a) Optical properties of five 3D radiotherapy polymer gel dosimeters. Absorbance spectra of
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after preparation and two and four months after preparation, and VIP3 containing a Pluronic matrix immediately after preparation and four months after
preparation. Reprinted with permission from ref. 98 (b) color R2-map and R2-map inverted gray scale obtained lung-equivalent gel from magnetic
resonance imaging scanning. Reprinted with permission from ref. 99 (c) UV dose response spectra of TTC- (I) and LMG-Pluronic (II) gels. Reprinted with
permission from ref. 100 (d) stability over time of TTC-Pluronic gel compositions. Reprinted with permission from ref. 101 (e) (I-1l): a view under a
microscope of PAGAT-2-Pluronic F-127 gel dosimeter mimicking lungs; (lll-IV) correspond to the same dosimeter, however, with 1 M NaCl
(magnification, left: x 10, right: x 20). Reprinted with permission from ref. 102.

W

polystyrene beads to simulate bubbles and enhance surfactant
properties. The dose response of gel foam dosimeter to R2
depends on density (Fig. 10b).”° Recently, a nonionic physical
gel-forming poly(ethylene oxide)-block-poly(ethylene oxide)-
block-poly(ethylene oxide) copolymer (Pluronic F-127) has been
proposed as a UV and matrix for ionizing radiation 3D
dosimeters.'® The ultraviolet dose response spectrum of gel
shows that the intensity of color is correlated with the absorbed
dose of radiation, with darker color indicating higher doses
(Fig. 10c). This gel dosimeter offers several advantages, including

5444 | Mater. Adv., 2023, 4, 5431-5452

high transparency, wide range of thermal stability (Fig. 10d)
(especially at the temperature above 30 °C, where most 3D
gel dosimeters based on gelatin matrix can dissolve) non-
toxicity, and safety. Moreover, it eliminates the use of gelatin,
a natural polymer, in the preparation of 3D dosimeter.'’*
At present, Kozicki et al. have put forward another new type
of simulated lung dosimeter. This dosimeter does not have
any additional surfactant in its composition, but only depends
on the surface and interfacial activity of Pluronic F-127, which
is a copolymer matrix. This new type of dosimeter holds

© 2023 The Author(s). Published by the Royal Society of Chemistry
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Table 1 Hydrogel for drug delivery of respiratory diseases

Diseases Components Route of administration Ref.
Lung cancer AuP loaded IPN In vivo 103
Lung cancer PVP/PMASH system In vitro 104
Lung cancer Multifunctional RNA nanohydrogels (RNA NHs) In vivo 105
Lung cancer PLGA-PEG-PLGA In vivo 106
Asthma PLGA-PEG-PLGA In vivo 107
Pneumonia Poly(methacrylic acid) hydrogels In vivo 108
Pleural effusion Chitosan-SN-hyaluronic acid hydrogel In vivo 109

great potential for 3D radiation dosimetry in lung tumor
eradication.'®?

4.2.3 Drug delivery and release. Drug delivery and release
play a crucial role in the application of hydrogel for the treatment
of respiratory diseases (Table 1). The unique physical properties of
hydrogels offer significant advantages for efficient drug delivery,
enabling sustained release of encapsulated drugs. Hydrogels can
maintain local a high local concentration of drugs over an
extended period through various release mechanisms, including
diffusion, swelling, chemical or other environmental stimuli.

The hydrogel scaffold serves as a localized drug delivery
system, which can maintain the therapeutic level of drug
concentration in tumor tissue. In this study, a biopolymer
hydrogel scaffold coated with adriamycin was prepared using
gelatin, sodium carboxymethylcellulose and gelatin/sodium
carboxymethylcellulose mixture through freeze-drying. The
scaffolds made of different types of natural polymers have
different pore configurations and pore sizes. Compared with
the control group, the viability and proliferation of A549 cells
treated with gelatin, gelatin/SCMC and SCMC scaffolds con-
taining adriamycin decreased significantly. These findings
suggest that these hydrogel scaffolds may provide a promising
method for developing an improved local drug delivery system
for eradicating lung cancer cells."*°
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Gel materials play a significant role in targeted therapy of
lung cancer (Fig. 11). Erlotinib (ERT) is one of the most critical
targeted drugs for the treatment of non-small cell lung cancer
(NSCLC). However, its limited clinical application is attributed
to poor solubility, low oral bioavailability and unpredictable
toxicity. To overcome these challenges, a novel injectable
matrix was developed using hollow mesoporous silica nano-
particles (HMSNs) and thermosensitive poly(p,L-lactide)-poly-
(ethylene glycol)-poly(p,L-lactide) (PDLLA-PEG-PDLLA, PLLL)
hydrogel. This matrix enables the sustained release of ERT,
enhancing its therapeutic efficacy against NSCLC (Fig. 11a).
Test tube inversion method showed that the ERT-loaded hydro-
gel composite (ERT@HMSNs/gel) presented as an injectable
flowing solution at room temperature, and changed into a
physically crosslinked non-flowing gel structure at physio-
logical temperature. In vivo imaging studies showed that ERT@
HMSNs/gel complex showed prolonged drug retention time
in and around the tumor. This new ERT-loaded HMSNs/gel
system shows promise as an in situ treatment for non-small cell
lung cancer and offers a promising platform for the design and
preparation of nano-drug delivery system for local anticancer
therapy."'" KRAS mutation represents a significant subtype of
lung adenocarcinoma. The clinical approach for this subtype
is chemotherapy. However, conventional chemotherapy fails to
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Fig. 11 Application of gel in drug release for treating lung cancer. (a) Schematic representation of the ERT@HMSNs and ERT@HMSNs/gel composite.
HMSNs/gel in situ drug delivery platform was employed for localized and sustained delivery of small molecule, erlotinib, to promote its therapeutic
efficacy and ameliorate drug-related toxicity. Reprinted with permission from ref. 111 (b) schematic diagram of dopamine-modified pH sensitive hydrogel
which is effective at inhibiting the proliferation of KRAS mutant lung cancer cells. Reprinted with permission from ref. 112.
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ensure a high drug concentration at the tumor site, necessitat-
ing frequent injections to maintain effective drug levels. The
PH sensitive hydrogel developed by Sang et al. is based on
polyvinylpyrrolidone (PVP) and chitosan, with the addition of
dopamine to enhance its gelation and support properties. The
incorporation of dopamine enables faster solidification of the
crosslinked hydrogel compared to the alkaline hydrogel while
maintaining its pH sensitivity. Tasquinimod can inhibit the
proliferation of KRAS mutant lung cancer cells, and this
inhibitory effect is enhanced when combined with PVP-chit-
osan dopamine pH-responsive hydrogel system (Fig. 11b). This
novel approach utilizing biomaterials for treating KRAS mutant
lung cancer offers advantages such as increased efficiency and
reduced side effects, presenting a new way for clinical treatment.**>

Administration through pulmonary route offers the advan-
tage of increasing local drug concentration in the lungs,
thereby improving the local antibacterial effect of pulmonary
infection. In the case of conditions such as cystic fibrosis and
pneumonia, reducing the frequency, dose and duration of
inhalation therapy can improve the compliance of patients.

YT TY

PEG-g-PHCs
copolymer
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The utilization of sustained-release preparations is a promising
approach to prolong the residence time of drug-releasing
particles in the lungs and decrease the frequency of inhaled
aerosol administration (Fig. 12). However, there are few effec-
tive sustained-release lung preparations developed at present,
as the inhaled particles can be effectively removed by mucociliary
automatic clearance or alveolar macrophage uptake. Ibrahim
et al. synthesized a copolymer (PEG-g-PHCs) of polyethylene
glycol grafted onto benzoyl chitosan, and self-assembled with
ciprofloxacin to form drug-loaded nanoparticles. Nanoparticles
and free drugs are encapsulated in breathable and expandable
alginate hydrogel particles, creating a novel continuous lung
drug delivery system. The self-assembled ciprofloxacin nano-
particles were then encapsulated in dry expandable nano-
microgel particles without Ca®". The preparation has good
aerodynamic characteristics and sustained-release characteris-
tics. When administered to rats, ciprofloxacin achieved lower
systemic exposure while maintaining a higher concentration in
the lungs for over 7 hours. This approach provides a new way to
treat pulmonary infectious diseases by pulmonary route.'*?
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Fig. 12 A novel antibiotic hydrogel particle with high drug loading has been formed to achieve controlled pulmonary drug delivery. Reprinted with

permission from ref. 113.
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Empyema is an inflammatory disease affecting the pleura,
characterized by the accumulation of pus in the thoracic cavity,
usually accompanied by bacterial pneumonia. During the disease
progression, pro-inflammatory and pro-fibrogenic cytokines in
suppurative pleural effusion stimulate fibroblast proliferation
and extracellular matrix deposition, leading to fibrin deposi-
tion and formation of fibrothorax. Treatment of encapsulated
empyema commonly involves the infusion of urokinase through a
thoracic drainage tube. However, the frequent administration of
urokinase (2-3 times a day, lasting 4-8 days) is required. Due to its
high-water solubility, urokinase is easy to flow out of the thoracic
drainage tube. In an in vitro study, a thermos responsive hydrogel
based on poloxamer 407 (P407) and hyaluronic acid (HA) was
developed to optimize the loading and release of urokinase. The
hydrogel system composed of P407 and HA has excellent perfor-
mance in slowing down gel erosion and improving hydrogel
performance, providing higher swelling performance, more com-
pact microstructure and smaller pore size. Importantly, the
hydrogel did not exhibit cytotoxicity upon local injection, ensuring
safety. The developed hydrogel has successfully achieved sus-
tained release of urokinase for 24 hours, making it a promising
material for loading hydrophilic drugs in the future."**
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IPF is a life-threatening disease characterized by progressive
pulmonary fibrosis, leading to chronic respiratory failure
and severe hypoxemia. The key histological feature of IPF is
the excessive proliferation of fibroblasts, resulting in the accu-
mulation of dense collagen. Current treatment options of
IPF include oxygen therapy and anti-fibrosis drugs, such as
Nintedanib and Pirfenidone (PDF), which can slow down the
progression of disease in the early diseases (Fig. 13a). Pirfenidone
is widely used for anti-fibrosis treatment. However, oral dosage
forms still have certain limitations, including issues related to
first-pass metabolism and gastrointestinal irritation. To overcome
these limitations, a liposomal formulation containing PDF was
developed using soybean phosphatidylcholine (SPC) and sodium
cholate (SC) through membrane hydration method. The opti-
mized liposome formula was then added into hydroxypropyl
methyl cellulose (HPMC) hydrogel. Penetration enhancers such
as oleic acid (OA) and isopropyl myristate (IPM), were added
to facilitate the effective absorption of PDF through the skin.
Therefore, liposome hydrogel preparation containing PDF can be
used as a potential transdermal drug delivery system.''®

Despite available treatments, the median survival time of
IPF patients is short, ranging from 2 to 3 years. In cases of
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Fig. 13 Applications of gel materials used for the treatment of other lung diseases. (a) Schematic representation of PFD loading in liposomes prepared by
thin film hydration (TFH) method (1), thin film hydration followed by freeze—thaw cycles (ll), and direct injection method (Ill). Reprinted with permission
from ref. 115 (b) fluorescent microscopy images of lung tissue with fluorescently labeled HH reagent in both healthy (I) and bleomycin-challenged (ll) lung
tissue, displaying deposition locations of HH reagent via intranasal treatment. Images on right are high magnification of the squared regions. Reprinted
with permission from ref. 116 (c) schematic of anti-TB drug-loaded PVA—-chitosan-STPP hydrogel matrix. Reprinted with permission from ref. 117.
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end-stage IPF, lung transplantation is often the treatment
choice. Therefore, there is a pressing need for novel anti-
fibrotic therapies that can effectively slow down disease pro-
gression and improve clinical outcomes. Interleukin-10 (IL-10)
is a cytokine with powerful anti-inflammatory and anti-fibrosis
properties, which makes it an attractive treatment candidate for
IPF. The ideal would involve the direct and sustained release of
IL-10 into lung tissue, utilizing a carrier with excellent biocom-
patibility and minimal toxicity to lung tissue. Therefore, Vinicio
et al. developed HH-10, a hydrogel produced by the chemical
cross-linking of hyaluronic acid and heparin, which aims to
retain water (hyaluronic acid) and combine with IL-10 (heparin)
(Fig. 13b). The HH-10 formulation represents an effective
method to deliver the therapeutic dose of IL-10 directly to the
lungs through inhalation, and can be used alone or in combi-
nation with existing treatment methods, thereby preserving
lung function and improving prognosis of IPF patient. Most
importantly, the formulation may be widely used in other lung
diseases characterized by excessive fiber hyperplasia (such as
scleroderma and radiation-induced fibrosis).'*®

Tuberculosis is an infectious disease caused by Mycobacterium
tuberculosis and the standard treatment involves a combination of
oral medications such as isoniazid, rifampicin, ethambutol and
pyrazinamide However, these medications can cause discomfort
and liver damage in patients, and the emergence of drug-resistant
bacteria is a significant concern. Developing an extended drug
release system that allows for slow and targeted drug release at the
site of infection could offer several advantages in tuberculosis
treatment, including reduced drug dosage, minimized liver
side effects, and decreased frequency of drug administration.
K. Mulia et al. prepared polyvinyl alcohol-chitosan-tripolypho-
sphate hydrogel by solvent casting-evaporation method as a
sustained-release preparation of anti-tuberculosis drugs (Fig. 13c).
The results of X-ray diffraction and scanning electron microscope
showed that chitosan reduced the crystallinity of polyvinyl alcohol
(PVA) hydrogel, and the polymer formed a homogeneous mixture.
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The addition of chitosan reduced the encapsulation efficiency and
drug release rate. In phosphate buffer solution with pH 7.4, the
formulation of 80% PVA-20% chitosan hydrogel has the highest
drug release rate in a short time. In the matrix preparation
containing only PVA, the drug loading efficiency is the highest,
while the addition of sodium tripolyphosphate improves the drug
loading efficiency and reduces the drug release. The hydrogel
matrix formula of PVA-chitosan tripolyphosphate exhibited
potential as an extended delivery system for anti-tuberculosis
drugs.'"”

5. Conclusion and perspectives

The integration of medicine and materials science has led to
significant advancements in the field of gel materials for
medical applications. Researchers have increasingly recognized
the potential of gel materials in addressing clinical challenges
related to respiratory diseases. Gel materials will play an
important role in the diagnosis and treatment of respiratory
diseases in the future (Fig. 14). This article reviews the diverse
roles of gel materials in the diagnosis and treatment of respira-
tory diseases, including their use in radiotherapy for lung
cancer, drug delivery system and managing complications
following thoracoscopic pneumonectomy. In addition to the
application in the diagnosis and treatment of malignant lung
diseases, gel materials can also be used in benign lung dis-
eases, such as the improvement of drug delivery methods for
pulmonary infectious diseases, preoperative localization of
pulmonary nodules and embolization treatment of pulmonary
vascular diseases. Despite the progress made in the laboratory
simulation stage, the translation of gel materials into practical
clinical applications is still a challenge. Safety considerations
regarding the use of gel materials in living organisms remain a
crucial aspect that requires further investigation. Researchers are
actively working on addressing these concerns and expediting the

Medical imaging
to diagnose
malignant diseases

Fig. 14 Future development of gel materials for diagnosis and treatment of respiratory diseases.
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market availability of gel materials for the benefit of humanity. References

Furthermore, it is worth noting the importance of imaging
techniques in the diagnosis of respiratory diseases. Surpris-
ingly, there is currently no reported application of gel materials
as contrast agents in the diagnosis of respiratory conditions.
This highlights a potential new research direction to explore
the use of gel materials in imaging modalities for respiratory
diseases. In conclusion, the current clinical application of gel-
based nanocomposites in respiratory diseases primarily focuses
on drug delivery systems. To address the limitations of nano-
gels, it is important to pursue simple yet efficient designs with
low toxicity. Developing nanogels with prolonged release cycles
and well-controlled release profiles can enhance therapeutic
efficacy while minimizing toxicity. Furthermore, further research
is needed to explore the safety, functional modification, mechan-
ical properties and biocompatibility of gels. This will help to
optimize the properties of gel materials and improve their
performance in medical applications. Looking ahead, the future
goal is to develop intelligent nano-gel carriers that integrate
diagnosis and treatment functionalities. These carriers should
exhibit high drug-loading capacity, site-specific responsiveness
for imaging and drug release, and maximize the potential of gel-
based nanocomposites in the medical field. This advancement
would provide new strategies for the diagnosis and treatment of
respiratory diseases.
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