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Sweat pH is an important indicator for diagnosing disease states, such
as cystic fibrosis. However, conventional pH sensors are composed of
large brittle mechanical parts and need additional instruments to read
signals. These pH sensors have limitations for practical wearable
applications. In this study, we propose wearable colorimetric sweat
pH sensors based on curcumin and thermoplastic-polyurethane
(C-TPU) electrospun-fibers to diagnose disease states by sweat pH
monitoring. This sensor aids in pH monitoring by changing color in
response to chemical structure variation from enol to di-keto form via
H-atom separation. Its chemical structure variation changes the visible
color due to light absorbance and reflectance changes. Furthermore,
it can rapidly and sensitively detect sweat pH due to its superior
permeability and wettability. By O, plasma activation and thermal
pressing, this colorimetric pH sensor can be easily attached to various
fabric substrates such as swaddling and patient clothing via surface
modification and mechanical interlocking of C-TPU. Furthermore, the
diagnosable clothing is durable and reusable enough to neutral
washing conditions due to the reversible pH colorimetric sensing
performance by restoring the enol form of curcumin. This study
contributes to the development of smart diagnostic clothing for cystic
fibrosis patients who require continuous sweat pH monitoring.

Introduction

Sweat contains useful information regarding human health
conditions and can be used to diagnose serious illnesses, such
as cystic fibrosis (CF),"* dehydration,® and diabetes.* Above all,
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New concepts

Our study introduces a new wearable colorimetric pH sensor that can
monitor cystic fibrosis patients’ health status. We developed a curcumin-
containing sensor that can detect changes in sweat pH, which can
increase to pH 9 during disease exacerbation. The color of the
curcumin-thermoplastic polyurethane (C-TPU) fibers changes from
yellow to red when sweat pH increases, due to changes in light
absorbance and reflectance caused by changes in the keto-enol
structure. To create garments with the sensor, we used the thermal
properties of TPU polymers and surface modification processes to
ensure adhesion to different fabrics, including cotton, silk, spandex,
and paper. This adhesive-free attachment enables the diagnosis of
cystic fibrosis patients in their daily lives. We tested the practical
application by attaching C-TPU to clothes for diagnosing cystic fibrosis
in infants, children, and the elderly. The washable clothing attached with
C-TPU can be easily cleaned using a neutral detergent, allowing for
continuous diagnosis without affecting the sensor’s performance.

the sweat pH is an important factor in diagnosing health
conditions. For example, sweat pH can function as an essential
signature for the deterioration of CF, which is one of the most
common fatal genetic diseases affecting ~ 30000 people in the
United States and more than ~70000 people worldwide.” CF
patients are expected to live to 47 years old when continuous
management is carried out in modern times.*” The viscosity of
blood flowing through the pulmonary blood vessels and air-
ways increases with the progression of CF.>” As a result of the
increased mucus in their blood vessels and airways, patients
have difficulty in controlling salt and moisture in their bodies.
By clogging the blood vessels in the lungs with mucus, it causes
an increase in the sweat pH level (from pH 5.5 to pH 9) because
of the change in hydrogen, sodium and chloride ion concen-
tration of the body.*® The obstruction of airways caused by
mucus resulting from cystic fibrosis exacerbations disrupts
metabolic processes, leading to alterations in the levels of
sodium and chloride ions in the body. Consequently, the pH
rises due to changes in the concentration of hydrogen ions in
the patient’s exhaled sweat. CF symptoms appear within a year

Mater. Horiz., 2023, 10, 4163-4171 | 4163


https://orcid.org/0000-0002-1349-0761
https://orcid.org/0000-0002-4090-5440
https://orcid.org/0000-0001-5878-8054
https://orcid.org/0000-0002-5631-3626
https://orcid.org/0000-0001-5761-7739
http://crossmark.crossref.org/dialog/?doi=10.1039/d3mh00340j&domain=pdf&date_stamp=2023-06-20
https://doi.org/10.1039/d3mh00340j
https://doi.org/10.1039/d3mh00340j
https://rsc.li/materials-horizons
https://doi.org/10.1039/d3mh00340j
https://pubs.rsc.org/en/journals/journal/MH
https://pubs.rsc.org/en/journals/journal/MH?issueid=MH010010

Published on 13 June 2023. Downloaded on 10/17/2025 8:35:05 AM.

Communication

of birth and can be suspected in newborns with frequent
diarrhea, fatty stools, and respiratory infections. If the appro-
priate timing of treatment for the disease is missed, disease
progression can lead to breathing difficulties, worsening lung
function, and death.” Unfortunately, as a preventive method
does not exist yet, frequent monitoring of physiological
changes is significant for the safety of patient.'® Therefore,
patients with CF need to visit the hospital regularly to check
their health condition and disease severity.

For these reasons, the disease state of CF patients has to
be monitored continuously to prevent derived diseases. Many
researchers have developed sensitive pH sensors for CF
diagnosis and health state monitoring."" ™ Various materials
such as ionic liquid,"*” metal (Au or Pt),®*® and carbon-based
electrodes’®'® have been employed for pH sensors. Because of
their fluidity and poor mechanical characteristics, the liquid
membranes of ionic liquid-based pH sensors may suffer from
reduced quantities of liquid after repeated sensing cycles.”® The
metal-based pH sensors can detect delicate pH levels, but their
brittle electrode and packaging has limitations such as low
flexibility and bulky scale measurement equipment regarding
wearable sensor applications. The carbon composite-based pH
sensor can be made soft and flexible but not biocompatible
because of carbon materials such as carbon nanotubes and
graphene that can cause cancer.”’ Furthermore, in previous
research, almost all pH sensors required additional measurement
equipment, which makes them difficult to be applied in wearable
and simple diagnosis systems for continuous disease state
monitoring.”>'”'® The above-mentioned pH sensors have the
disadvantage that sweat must be collected separately for pH
measurement. As an alternative, several sweat pH sensors that
can be directly attachable to the skin, based on colorimetric
principles, have been developed. However, this type of sensor
can be inconvenient for the user due to the irritation felt by
attachment of them, the non-permeability of the attachable
PH sensor and skin rashes caused by low biocompatibility of
the base materials detecting pH.>*> Thus, a wearable colori-
metric sweat pH sensor, a non-direct skin attachment system,
with high permeability and biocompatibility is needed."**
Furthermore, the wettability of the sweat sensors was another
essential point for the high sensitivity and rapid response of
wearable sweat sensors. Only when all of the aforementioned
characteristics are taken into consideration, and the require-
ments of a sweat sensor that is comfortable to wear and can
diagnose CF promptly can be achieved.

Therefore, we investigated a natural material that responds
rapidly to variations in sweat pH for a wearable and diagno-
sable sweat pH sensor. Curcumin is one of the natural pH
sensing materials derived from curcuma.>* Curcumin powder
and curcumin-based composites such as curcumin hydrogel
and curcumin composite electrospun fiber have been used as
pH level indicators,* such as in the determination of liquid/air
pH conditions®>*” and food freshness monitoring,***¢ due to
the specific colorimetric pH sensing properties of curcumin.
Curcumin is also biocompatible and safe, making it suitable for
wearable and biomedical sensing applications. However, the
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fabrication of composites containing curcumin has been rarely
attempted, hence the diversity of the composites is limited.
Furthermore, homogeneous curcumin dispersion is required to
fabricate a curcumin-based composite; however, manufacturing a
composite with homogeneous curcumin embedded is technically
challenging. In addition, low solubility in water and aggregation
characteristics of curcumin make it difficult to develop a uni-
formly dispersed composite material. A flexible and stretchable
curcumin-based composite has not yet been created, and its use
as a sweat pH sensor on clothing has not been suggested either.
This is due to the reported curcumin-based composite’s low
flexibility, which is caused by a limitation in the mechanical
properties of the base materials, and the low adhesion forces
caused by low surface energy (hydrophobicity) of curcumin.>**
Although curcumin-based composites containing biocompatible
base polymer such as polycaprolactone have been suggested,
these composites show poor stretchability due to their base
polymer. These polycaprolactone/curcumin-based pH sensors
are not suited for wearable applications because their brittleness
restricts human mobility. Furthermore, due to the poor interfacial
adhesion of curcumin, attaching the curcumin-based composite
PH sensor to a fabric with a rough surface is challenging. A novel
composite and method for improved adhesion are required to
overcome the aforementioned limitations.

The aforementioned limitations must be overcome for diag-
nostic wearable applications for patients. Reusable health status
monitoring sensors in garments, especially for CF patients who
need constant monitoring, can be practical due to simpler
diagnosis. They are crucial because they can be prescribed as
soon as a condition is beginning to worsen. This study introduces
a new strategy for overcoming the limitations of reported sweat
pH sensors. We developed a wearable colorimetric sweat pH
sensor based on a fabric-attachable curcumin/TPU composite that
does not need additional measuring devices or direct attachment
to the skin for CF diagnosis. This colorimetric pH sensor fabri-
cated by electrospinning was thermally pressed and mechanically
interlocked onto various fabrics, including cotton, silk, polyester
span, and paper. The fabrication process was optimized with
respect to adhesion forces for stable attachment between the
colorimetric sensor and fabric, wettability for rapid sensing
performance, and colorimetric sensitivity for easy and accurate
diagnosis. The C-TPU was attached to special clothes, such as a
baby saddler and patient clothes. The clothes with a C-TPU pH
sensor were evaluated for pH sensing performance and reusability
under neutral washing conditions.

Results and discussion

Electrospinning (ESP) is one of the representative fabrication
methods capable of producing micro- and nanoscale fiber-
based fabrics with high porosity. ESP can be used to fabricate
ultrafine fibers from various materials, including polymers,
biomaterials, and inorganic materials.*>** Due to their super-
ior permeability, the fabricated fiber-based fabrics are usually
developed for wearable items such as clothes,** and masks.>*

This journal is © The Royal Society of Chemistry 2023


https://doi.org/10.1039/d3mh00340j

Published on 13 June 2023. Downloaded on 10/17/2025 8:35:05 AM.

Materials Horizons

Fig. 1 illustrates the ESP-based research concept for real-time
diagnosis of CF patients’ health state by smart clothing. CF is a
serious genetic disease that causes pulmonary vascular obstruc-
tion and mucus damage.”> When the pulmonary vascular
obstruction increases, the sweat pH increases to pH 9. In
particular, the C-TPU pH sensor can be used to simply diagnose
and monitor this disease state of patients with difficulty in
movement, such as newborns or the elderly, by the color
change properties of curcumin. The C-TPU attached to fabric
(C-TPUJ/F) is fabricated through the optimized thermal pressing
method. Furthermore, the sweat pH is measured by the color of
the electrospun C-TPU pH sensor attached to specific clothes,
such as baby swaddling and patient clothes.

The main challenging points in using this sensor are the
stable attachment between the C-TPU and various fabric mate-
rials and the high sensitivity for accurate diagnosis. Firstly, the
TPU’s thermal forming properties (a gap between the glass
transition; T, and melting temperatures; Tp,) allow TPU-based
composites to adhere to the fabric without using extra bonding
materials. Therefore, in order to adhere the C-TPU pH sensor to
the fabric, we adopted the thermal pressing approach. Applying
high temperature and pressure cannot ensure adhesion while
maintaining the C-TPU’s fiber structure and porosity. Furthermore,
the low adhesion between the fabric and C-TPU by the rough
surfaces and difference of surface energy according to the materials
causes delamination while in use. In particular, one aspect that
hampers adherence is the hydrophobicity of curcumin due to its
low surface energy. Therefore, the optimization of the surface
binding force and fabrication process for attachment stability is
required. Furthermore, the rough surface of the clothing fabric

View Article Online
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caused by the weaving of the fibers makes adhering the C-TPU to
the clothing difficult.

In Fig. 2(a), the fabrication process is illustrated. First, the
C-TPU solution was prepared by stirring and sonicating the
curcumin powder and TPU. The ESP was then performed for
microscale functional fiber fabrication on the grounded metal
plate. Here, the effect of plasma treatment on the surface binding
forces in the fabrication process is investigated. We used O,
plasma treatment to improve and maintain the adhesion between
the C-TPU sheet and various fabrics, forming hydroxyl groups
on each surface. For strong bonding like covalent bonding
and hydrogen bonding, a heat-pressing process was conducted.
Furthermore, the TPU-based composite has a large gap between
the glass transition temperature (58.6 °C) and melting tempera-
ture (148 °C), which helps the C-TPU to attach to fabrics by its
thermal forming properties between the T, and Tp,. In Fig. S2
(ESIt), differential scanning calorimetry (DSC) and thermogravi-
metric analysis (TGA) results of TPU and C-TPU are shown. DSC
analysis showed that the glass transition temperatures of the TPU
and C-TPU fibers are 58.6 °C and 55.4 °C, respectively. The TGA
results show that the thermal degradation of TPU and C-TPU
occurs at 280 °C and 306 °C, respectively. At 500 °C, the TGA
analysis reveals a weight loss of 91% for TPU and 75% for C-TPU.
The following paragraphs introduce more detail about the defor-
mation and thermoforming characteristics of C-TPU in different
temperature conditions (between T, and Ty, and > Ty,).

The temperature condition must be optimized for stable
fiber structure and prevention of damage of curcumin and the
C-TPU fiber shape by aggregation and thermal deformation.
The morphological changes of C-TPU according to the process

Curcumin & curcumin-TPU
(C-TPU) composite electrospinning

Heat & pressure for C-TPU with clothes

C-TPU microfiber based-
pH sensor with clothes

C-TPU color change from yellow to red by increasing sweat pH

Cystic fibrosis (CF) deterioration

Fig. 1 Research overview. The scheme shows the electrospinning process of curcumin composite, attachment on fabric by heat and pressing, the C-
TPU based colorimetric sensor attached to special clothing, sweat pH increase by CF deterioration, and simple and intuitive diagnosis of CF by sweat pH.

This journal is © The Royal Society of Chemistry 2023

Mater. Horiz., 2023, 10, 4163-4171 | 4165


https://doi.org/10.1039/d3mh00340j

Published on 13 June 2023. Downloaded on 10/17/2025 8:35:05 AM.

Communication

(b)

Preparation of C-TPU solunon C-TPU electrosplnnmg O, Plasma treatment

7‘%-\ P W

Heat & press process for attachment

Pure C-TPU 1 min ! ! !!
‘ !! min |comp e'e y wel!

T~
~

C-TPU sweat pH sensor with cloth

(d)

100 @
e Completely wet
6 60 |
40+ ® @ !
1
= 5 @ L
0 : *

Pure é-TPU 1 r;ﬂn 3 rlnin 5 r;1in 10 ;'nin 20 ;nin
Plasma treatment time

View Article Online

Materials Horizons

Over melting T (145.7 °C)

Fig. 2 (a) Schematic of the fabrication process of the C-TPU based colorimetric sensor attached clothing. (1-3) C-TPU electrospinning. (4) O, plasma
treatment to enhance the adhesion forces and to form the functional groups on the surface. (5 and 6) Attachment between various fabrics and the C-TPU
patch by heat and pressure. (7) Completion of C-TPU/F. (b) Morphology variation of C-TPU fibers by an attachment process at different temperatures
(70, 80, 90, 100, and 150 °C). (c) Water contact angle (WCA) for different O, plasma treatment times. As the O, plasma treatment time increases, the WCA
decreases from 104.8° to 10.2°. After 20 min of O, plasma treatment, C-TPU was completely wetted by water owing to the enhanced hydrophilicity.
(d) Photograph and SEM images (top and cross-section view) of C-TPU attached on cotton, silk, polyester, and paper fabrics.

temperature are shown in Fig. 2(b). The temperature condition
is important for stable adhesion, structural stability, and func-
tion of C-TPU. TPU-based fiber sheets support the attachment
to the substrate due to their thermal deformability that facil-
itates mechanical interlocking by reforming the shape of the
substrate fabric’s rough surface.

We attempted to optimize the process temperature condi-
tions, focusing on the stable adhesion between the C-TPU and
fabric without coagulation. The results demonstrated that the
agglomeration of curcumin begins at temperatures higher than
90 °C. The yellow color of the C-TPU is partially changed to
orange at some spots because of the agglomeration between the
fibers. This phenomenon may worsen the colorimetric sensing
performance of the diagnosable patches because of the non-
uniform surface color. Furthermore, fibers are completely coa-
gulated when the process temperature is over 100 °C. Therefore,
a process temperature of 70 °C was used to achieve both stable
sensor performance and prevention of fiber agglomeration.

In addition, the hydrophilicity of C-PTU was enhanced by O,
plasma treatment. Fig. 2(c) shows the hydrophilicity of C-TPU
with respect to the treatment time. The water contact angle
(WCA) of the as-fabricated C-TPU was 104.8°. However, as the
plasma treatment time increased, the WCA of C-TPU decreased.
The WCAs for 1, 3, 5, and 10 min were 43.9°, 40.2°, 27.9°, and
10.2°, respectively. Furthermore, the C-TPU was completely

4166 | Mater. Horiz., 2023,10, 4163-4171

wetted by water after 20 min plasma treatment. The WCA was
continuously maintained after 7 days (Fig. S1, ESI{). These
results indicate that plasma treatment improves the adhesion
of the interfaces by surface modification (e.g. hydroxyl group
formation)®® and helps the sweat absorption for efficient reaction
on the diagnosable patch. Therefore, 20 min plasma treatment
time was selected because of the superior wetting properties and
adhesion force enhancement. Also, it should be noted that this
long plasma treatment time did not cause visible damage to the
fiber structure (Fig. S3, ESIT). Moreover, the photographs and
SEM images of the fabricated C-TPU/F according to the kinds of
fabric are presented in Fig. 2(d). The plasma-treated C-TPU has
improved interfacial adhesion and can be attached to various
fabrics, such as cotton, silk, polyester, and paper. The electrospun
diagnostic patch of 80 um thickness was stably adhered to cloth
substrates with various woven structures.

We observed the basic properties of C-TPU fibers fabricated
using ESP. The morphology of a C-TPU fiber is shown in
Fig. 3(a). The SEM image reveals a stable fiber morphology
without any beads. The diameter of the C-TPU fibers is dis-
tributed from 0.6 pm to 2.4 pm, with most of them between
1 um and 2 pm (diameter mean: 1.5 pm, standard deviation:
0.4 pm). Fourier transform infrared spectroscopy (FTIR) analy-
sis of the C-TPU sheet in Fig. 3(b) shows the OH group (3400-
3200 cm ") and NH group (3406 cm ™ '), which are the chemical

This journal is © The Royal Society of Chemistry 2023
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Fig. 3 Characteristics of the electrospun C-TPU fibers. (a) The SEM images show the (i) C-TPU/F, and (i) C-TPU fiber morphology. (iii) C-TPU fiber
diameters are distributed from um 0.6 to 2.4 um (mean: 1.5 pm, standard deviation: 0.4 pm). (b) FTIR analysis of curcumin, TPU, and C-TPU for
compositional verification. (c) Cell proliferation properties of TPU, C-TPU, and C-TPU with fabric for seven days (WST-1). (d) Wettability of C-TPU
according to O, plasma treatment time (C-TPU height: 10 cm with: 2 cm). The wetted area of C-TPU is increased by increasing the treatment time.
(e) Flexibility and stretchability of C-TPU. The electrospun C-TPU thermally pressed case (ii) having enhanced adhesion compared to direct C-TPU

electrospinning to fabric (i) in stretching and twisting conditions.

structures within the curcumin and TPU, respectively. We also
confirmed the biocompatibility of C-TPU through cell prolifera-
tion performance. In Fig. 3(c), the water-soluble tetrazolium
salt (WST-1) assay results of the fibroblast cell proliferation for
seven days are shown. The optical density value (OD value) at
440 nm is increased continuously from 0.1 to 0.3 (TPU) and
approximately 0.5 (C-TPU) for seven days because of the
increased cell proliferation, which verifies the biocompatibility
of TPU and C-TPU. In particular, C-TPU shows superior cell
proliferation performance because of antioxidant and thera-
peutic properties, scavenging oxygen free radicals, inhibiting
lipid peroxidation, and cellular macromolecule protection
(including DNA from oxidative damage) from curcumin.’”
Wettability enhancement results of C-TPU with a base buffer
solution (pH 8) according to O, plasma treatment time due to
the surface modification (forming hydroxyl groups) is verified
in Fig. 3(d). The 20 min plasma-treated C-TPU was completely
wetted in 3 min while non-treated C-TPU got wetted only in the
pH buffer solution contact area. When the treatment time
increased, the wetting area was increased by higher surface
energy and formation of hydroxyl groups on the surface. This
means that the sweat absorbance performance of C-TPU can be
enhanced by increasing the plasma treatment time. In Fig. 3(e),
the flexibility and stretchability of C-TPU/F were characterized.
The C-TPU directly electrospun into a fabric was delaminated
from the fabric by twisting and stretching because of the low
adhesion force between them. In contrast, thermally pressed
C-TPU/F was stably attached to the fabric without delamination
owing to the superior adhesion by thermal pressing and O,
plasma treatment. Further, the C-TPU attached on various
fabrics (silk, polyester span, and paper) showed superior adhe-
sion by plasma treatment (Fig. S4, ESIt). In addition, Fig. S5
(ESIt) shows the mechanical properties of the three materials:
100% cotton fabric, C-TPU, and C-TPU/F (after O, plasma
treatment). Through a tensile test, we found that the fabric

This journal is © The Royal Society of Chemistry 2023

has a maximum strain of 30% and a maximum stress of
32.5 MPa. Similarly, the C-TPU exhibited a maximum strain
of 700% and a maximum stress of 22.5 MPa. Notably, in the
case of C-TPU/F, the fabric was broken first with a maximum
stress of 41.4 MPa and a maximum strain of 30%. Subse-
quently, the C-TPU material showed failure with a maximum
stress of 17.8 MPa and a maximum strain of 640%.

To optimize the color change characteristics of the C-TPU
PH colorimetric sensor for diagnosis of CF state by sweat, the
color change in base conditions (> pH 7) of the curcumin content
was observed. As shown in Fig. 4(a), the color of C-TPU/F (cotton)
rapidly changes from yellow to red in 3 min because of the
chemical structure change by enol-keto tautomerization.
Therefore, under basic conditions, this colorimetric sweat pH
sensor color was changed by the H-atom transfer of curcumin
at an increased pH (>7). Curcumin exists in a neutral form
(H3A), H2A-, HA2-, and A3- at pH 1-7, pH 7-8, pH 8.5, and
pH >9, respectively (Fig. $6, ESI1).*®*° The chemical structure
of curcumin affects the absorption and reflection of light,
allowing pH to be distinguished by color. Consequently, utiliz-
ing the color change of C-TPU/F, pH may be distinguished from
the naked eye. This colorimetric sensor is appropriate for sweat
based health monitoring applications owing to its rapid reac-
tion. Moreover, the level of curcumin present plays a significant
role in the observable alteration of color. The pH sensor made
of C-TPU with a curcumin content of 30 wt% displayed a more
pronounced color change compared to C-TPU variants with
lower curcumin contents (5, 10, and 20 wt%). Additionally, by
combining curcumin with natural acid-reactive pH indicators
like anthocyanins, it is anticipated that the color change could
be achieved across a broader pH range. The color change of
C-TPU/F according to pH conditions is indicated on the CIE
1931 color space in Fig. 4(b). The C-TPU/F color difference was
little (yellow and dark yellow) according to the curcumin
concentration in the control condition (atmospheric condition;

Mater. Horiz., 2023,10, 4163-4171 | 4167
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Fig. 4 The colorimetric pH sensing performance of C-TPU/F. (a) Color
change of C-TPU/F by base conditions (pH 8 and 9) according to the
curcumin contents (curcumin contents: 5, 10, 20, and 30 wt%) for 3 min.
The left image shows the color change of C-TPU/F by pH buffer solutions.
The picture on the right shows how the C-TPU/F color change is completed
after an hour for comparison. (b) CIE 1931 color space according to pH
conditions (normal atmospheric conditions (pH 6), pH 8 and 9). When the
curcumin contents increased, the reddish color was clearer in the pH 8-9
conditions. (c) C-TPU/F color recovery test for repeated use of the colori-
metric sensor with cotton fabric. The C-TPU/F color changed from yellow
to red at pH 9. In addition, the C-TPU/F color recovered from red to yellow
at pH 7. (d) FTIR analysis of C-TPU under various pH conditions (pH
condition: pH 7-12). The peaks at 1431 cm™! and 1360 cm™! are the
carboxyl group and phenol group, respectively.

pH 6). However, under basic conditions (pH 8 and 9), the high
content C-TPU showed a marked color change to red with a
significant difference from that of the low content C-TPU. This
is because of the increase in the amount of curcumin, which
responds to the pH change, within the C-TPU fiber. A distinct
color change at pH 8-9 (orange-red color) is expected to allow
for immediate diagnosis by sweat from CF patients.

The reusability of wearable devices is very important for
long-term usage in daily life. C-TPU/F can be reused because the
curcumin color change reaction is reversible according to the pH
conditions (under pH 7: yellow, pH 8: orange, pH 9: red). In
Fig. 4(c), cross-shaped C-TPU/F is changed to red at pH 9. After
the reaction, the red C-TPU/F is changed back to yellow at pH 7.
In neutral or acid conditions (i.e. healthy state) and a washing
process with a neutral detergent, the C-TPU/F color is recovered
because of the chemical structure recovery (H-atom binding) of
curcumin to the enol form.

Furthermore, the durability of C-TPU fibers is verified in pH
8-9 conditions (Fig. S7, ESIt). However, when the pH exceeds 11,
the C-TPU fibers are degraded due to the curcumin dissolution
properties in base solution by solubility change. Additionally, we
tried to verify the principle of curcumin color change by H-atom

4168 | Mater. Horiz., 2023, 10, 4163-4171
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movement in the base environment through FTIR analysis.
Fig. 4(d) shows the variations of carboxyl and phenolic group
peaks. When the pH increased from pH 7 to pH 12, the OH
bending of the carboxyl and phenol groups decreased because of
the H-atom separation of curcumin.

For the demonstration of wearable applications, a clover-
shaped C-TPU pH sensor was attached to the baby’s swaddling
and patient clothing, as shown in Fig. 5(a) and (b). These clothing
demonstrations show the possibility of easily diagnosing the
disease states of CF patients. The clover-shaped C-TPU pH sensor
attached to the swaddling clothing was wetted to the same extent
as sweat through the clothing inside with buffer solutions of pH 8,
9, and 10, respectively.

When the pH buffer solution permeates into the clothing
and is delivered to the colorimetric pH sensor, its color changes
depending on the pH. The colorimetric sensor can be fabri-
cated in various sizes by cutting the electrospun C-PTU. The
sensors in various shapes can be attached to clothing (Fig. S8,
ESIT). For comparison, color points of C-TPU/F according to the
pH conditions appeared on the CIE 1931 color space, as shown
in Fig. 5(c). As the pH increased sequentially from control (pH
7) to pH 10, the coordinates in the color space also tended to
shift from yellow to red. The significant change in color space
occurred at pH 8, and there was a color difference between pH 9
and 10, but it was not significant. Color-changed C-TPU pH
sensors can be reused by washing them with a neutral deter-
gent. We demonstrated the color recovery of C-TPU/F after color
change by increasing the pH using a washing machine and
detergent, as depicted in Fig. 5(d). After the washing process,
the color of C-TPU/F returned to yellow. Furthermore, in Fig. S9
(ESIY), we observed the nominal color (under pH 7) and color
change by pH (i.e. pH 7 to 9) of the C-TPU by repeated
laundries. Throughout 10 cycles of laundry, the C-TPU material
exhibits a minimal change in the nominal color in the CIE 1931
color space. Specifically, the difference is found to be less than
3.8% in the x-coordinate and 4.4% in the y-coordinate. Under
pH 9, the color variation in the CIE 1931 color space is found to
be up to 1.4% in the x-coordinate and 2.8% in the y-coordinate.
In conclusion, the colorimetric sensing of C-TPU is found to be
stable after repeated cycles of laundry with neutral detergent.
Therefore, this reusable sensor-integrated garment is appropri-
ate for patients requiring continuous observation of disease
progression. Furthermore, it has the advantage of more intui-
tively diagnosing CF patients, even without expertise, or in a
weak person, such as a baby or the elderly, when the illness
development is difficult to predict.

Experimental section
Materials

Curcumin powder (Sigma Aldrich, USA) from curcuma longa
(Turmeric) and TPU film (WOOJIN, Korea) of molecular weight
M,, = 80000 were used. Ethyl acetate (EA, DUKSAN, Korea) and
N,N-dimethylformamide (DMF, DUKSAN, Korea) were used for
the electrospinning solvent of curcumin and TPU. pH buffer

This journal is © The Royal Society of Chemistry 2023
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Fig. 5 Clothing with a colorimetric sweat pH sensor (C-TPU). (a) Baby swaddling clothing with C-TPU pH sensors. The pH buffer solution changed the
color of each cloverleaf shape C-TPU/F. (b) Patient clothing with a C-TPU (cross and heart shape) pH sensor. (c) CIE 1931 color space of each cloverleaf
shape color on a baby swaddling cloth by pH condition. When the pH condition increased from pH 7 to pH 10, the C-TPU color changed from yellow to
red. (d) The color of the C-TPU patch was recovered by washing the swaddle clothing in a washing machine with a neutral detergent.

solution (pH 7-11) was purchased from DUKSAN. The fabrics
(cotton, silk, and polyester) were purchased from Zentex., Co.,
Ltd (Korea) The baby swaddling and patient clothing were
purchased at the cloth market.

Electrospun C-TPU fabric patch fabrication

For C-TPU microfiber fabrication, we conducted ESP. Before the
ESP, the C-TPU solution was fabricated (Fig. 2(a)). First, curcu-
min and TPU were dissolved in EA and DMF (1 :1 volume ratio).
The curcumin content was 5, 10, 20, and 30 wt% compared to
the TPU, and the TPU content was set to 15 wt% compared to
the EA and DMF mixture solution. The C-TPU solution was
stirred for 4 h at 50 °C using a magnetic stirrer (500 rpm). Next,
the C-TPU solution was sonicated by a bath type of sonication
machine (Branson, USA). After mixing the solution, the ESP was
conducted for 2 h (condition: 1.5 mL h™" of nozzle speed, 20 kV
of input power, 15 cm of height, 10 cm x 10 cm area) by the
electrospinning machine (Nano NC, Korea). The C-TPU sheet
was dried in a vacuum oven for one day.

The fabricated C-TPU can be cut into the desired shape.
After the cutting of C-TPU, the O, plasma treatment of C-TPU
and fabric (cotton, silk, polyester, and paper) was conducted for
20 min (20 min main fabrication condition, comparison con-
dition: 0, 1, 3, 5, and 10 min) in 50 W of power and 50 sccm of
O, flow rate by a plasma treatment machine (Femto science,
Korea). The heat press process was conducted at various
temperature conditions (60 °C: main fabrication condition,
80, 100, 120, and 150 °C) by 5 bar of pressure for 10 min.

This journal is © The Royal Society of Chemistry 2023

C-TPU attached clothing was fabricated using the same method
as the fabrication process.

Characteristic

We observed the morphology of C-TPU and the fabric by SEM
(Hitachi). The DSC analysis was conducted using a modulated
differential scanning calorimeter (Netzsch) to 250 °C. The TGA
analysis was conducted by a Max Res TGA (Mettler) to 800 °C.
The diameter of the C-TPU fibers was measured by SEM image
and Image ] program. The WCA was measured by a water
contact angle detection machine (KRUSS Scientific, Germany).
The 20 min treated C-TPU’s WCA was measured for 7 days.
FTIR analysis (range: 4000-400 cm ') was conducted by FTIR
spectrometer (Thermo Fisher Scientific Instrument, Korea).
Various pH conditions C-TPU, curcumin, and TPU were
observed by FTIR spectrometer. The wettability of C-TPU was
observed through the pH 8 buffer solution included set up. The
C-TPU height and width are 10 cm and 2 cm each. It was poured
from only 1.5 cm height for 3 min (Fig. S10, ESIT).

Cell culture

NIH3T3 cells, which is a fibroblast cell line isolated from a
mouse, were used for cell assay of the TPU, C-TPU and C-TPU/
fabric. The cells were cultured in Dulbecco’s Modified Eagle’s
Medium (DMEM; Gibco, USA) supplemented with 10% fetal
bovine serum (FBS) and 1% penicillin (Gibco, USA). TPU-based
compositions were cultured at 37 °C with 5% CO, conditions.
The medium was changed every 2 or 3 days.
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Cell proliferation assay

To investigate the cytotoxicity of TPU, C-TPU, and C-TPU/fabric,
the WST-1 cell proliferation assay (Premix WST-1 Cell Prolifera-
tion Assay System; Takara, Japan) was used to measure mito-
chondrial dehydrogenase activity. They were sterilized with
70% ethanol for 1 min and washed using phosphate buffered
saline (PBS; Hyclone, USA) 3 times to remove ethanol. 5 x 10*
cells per sterilized sample were seeded in a clean bench. They
were cultured for 1, 3 and 7 days in an incubator. The reagent
was prepared by mixing the WST-1 solution and DMEM media
at a ratio of 10: 1. Then, 500 pL of the reagent was added in per
sample and incubated for 1 hour. The reacted supernatant was
extracted as 100 pL in a 96 well plate and the absorbance was
measured at 440 nm using a microplate reader (SpectraMas
iD3; Molecular Devices, USA).

PH colorimetric sensing test

PH colorimetric sensing performance of C-TPU was verified
using the pH buffer solution (pH 7-11). The pH buffer solution
was poured on the Petri dish, and C-TPU attached fabric was
posed on the solution droplet (sweat). The observation of the
C-TPU color was conducted by microscope. Furthermore, the
color value was changed to the CIE 1931 color space value. In
the color recovery test, we first used pH 9 buffer solution and
pH 7 buffer solution to recover the yellow color. The pH
colorimetric sensing performance of C-TPU attached clothing
was observed through the above process using a pH buffer
solution. Furthermore, this clothing was generally washed by a
washing machine (LG Electronics, Korea).

Conclusions

In this study, we developed a curcumin-based colorimetric
sweat pH sensor for health monitoring. Using the thermal
adhesion characteristics of C-TPU, attempts were made to
combine it with fabrics of various materials and apply it to
special clothes, such as baby swaddling and patient clothing.
An optimized process for the application was developed, and
the basic characteristics of the manufactured C-TPU/F and the
biocompatibility for clothing applications were verified. In
addition, the optimization of curcumin content for sensitive
and intuitive color change and the width of the color change
according to the content were observed. The chemical structure
change was analyzed through FTIR, and the possibility of
repeated use was verified by changing the chromaticity and
restoring the color after washing using neutral detergent
through an actual clothing demonstration. These colorimetric
sweat sensors that are easily combined with such clothing are
appropriate for diseases that require continuous observation
and are expected to help in the fast monitoring of patients as
the disease intensifies.

Through the findings of this study, it is expected that it will
be possible to maintain the health of patients, such as children
or the elderly, and to respond rapidly to the progression of
diseases such as CF. This colorimetric pH sensor can be
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attached to the fabric of shoes, tents, and sails as well as
clothing, and can detect pH in various environments. At this
stage, color changes by pH conditions are visually distin-
guished, but if real-time color detection performance using a
photodetector is added in the future, sweat sensor clothing can
be developed to enable faster and more accurate diagnosis by
quantification of the pH condition.
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