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Atomically separated frontier molecular orbital (FMO) distribution
plays a crucial role in achieving narrowband emissions for multiple
resonance (MR)-type thermally activated delayed fluorescence
emitters. Directly peripherally decorating a MR framework with
donor or acceptor groups is a common strategy for developing
MR emitters. However, this approach always induces bonding
features and thus spectral broadening as a side effect. How direct
donor/acceptor decoration enhances atomic FMO separation while
avoiding bonding features has not been explored. For this aim, two
MR derivatives are synthesized by integrating two MR frameworks
at different sites. Following resonance alignment, DOBNA-m-CzBN
avoids breaking nonbonding FMO features at the single connecting
bond and shows enhanced MR characteristics, with a sharp emis-
sion at 491 nm and a full width at half maximum (FWHM) of 24 nm/
118 meV. Conversely, DOBNA-p-CzBN emerges as a bonding fea-
ture due to its continuous n-conjugation extension, with a broa-
dened FWHM of 26 nm/132 meV peaking at 497 nm. Impressively,
both emitters exhibit outstanding external quantum efficiencies of
37.8-38.6% in organic light-emitting diodes (OLEDs), demonstrat-
ing improved performance with rigid acceptor decoration. Dis-
tinctly, the electroluminescence of DOBNA-m-CzBN shows a
narrower FWHM than that of DOBNA-p-CzBN. This work for the
first time reports the enhancement of atomic FMO separation for
MR emitters via peripheral decoration through a single bond and
provides a more comprehensive illustration for further develop-
ment of MR emitters.

“Institute of Functional Nano & Soft Materials (FUNSOM), Soochow University,
Suzhou, Jiangsu 215123, P. R. China. E-mail: wkai@suda.edu.cn,
xiaohong zhang@suda.edu.cn

b Jiangsu Key Laboratory of Advanced Negative Carbon Technologies, Soochow
University, Suzhou, Jiangsu 215123, P. R. China

¢ Jiangsu Key Laboratory for Carbon-Based Functional Materials & Devices, Soochow
University, Suzhou, Jiangsu, 215123, P. R. China

+ Electronic supplementary information (ESI) available. See DOI: https://doi.org/

10.1039/d3mh00881a

i These authors contributed equally to the work.

4224 | Mater. Horiz., 2023, 10, 4224-423]

New concepts

Colour purity is an important parameter for organic light-emitting diodes
(OLEDs) for their display applications. Compounds with multiple resonance
(MR) features are promising OLED emitters for achieving high colour purity
and high efficiency electroluminescence. Their unique atomic frontier
molecular orbital (FMO) separation is critical to minimizing vibronic
coupling and vibrational relaxation, and thus beneficial for reducing the
emission bandwidth. A commonly applied design strategy for new MR
compounds is direct peripheral decoration on an original MR framework;
however, it always introduces unexpected bonding features and spectral
broadening. Until now, how atomic FMO separation has been enhanced
through a single bond has remained confusing and challenging. To explore
this problem, two isomers were developed by integrating two MR frameworks
through a single bond at different linking positions. According to their different
photophysical properties and device performances, we conclude that enhanced
atomic FMO separation can be realized when linking to the position following
resonance alignment, giving rise to a narrower emission bandwidth.
Conversely, bonding features will be introduced when linking to the position
with continuous m-conjugation, which broadens its spectral bandwidth. This
work for the first time reports the enhancement of atomic FMO separation for
MR emitters via peripheral decoration through a single bond, providing a more
comprehensive illustration for further development of MR emitters.

Introduction

Thermally activated delayed fluorescence (TADF) materials have
become popular as emitters for organic light-emitting diodes
(OLEDs) due to their potential to achieve 100% internal quantum
efficiencies (IQEs)." ® Highly twisted electron donor-acceptor (D-A)
molecular geometries are the most commonly noticed forms for
TADF emitters, showing separated front molecular orbitals (FMOs),
which are a prerequisite for reducing the energy gaps (AEs:S)
between the lowest singlet (S;) and triplet (Ty) excited states and
promoting the reverse intersystem crossing (RISC) process (ie.,
T, — S;).” > However, D-A-type TADF emitters generally suffer
from serious structural relaxations upon excitation, giving rise to
large Stokes shifts and broadband emissions with full width at half
maxima (FWHM) typically beyond 70 nm, which are detrimental to
their application toward ultrahigh definition (UHD) displays.>*>°
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In 2016, Hatakeyama et al. pioneered a novel molecular
design to achieve narrowband TADF emitters based on the
multiple resonance (MR) effect.>® The very first MR paradigm
DABNA involved precise displacements of electron-donating
nitrogen (N) atoms and an electron-withdrawing boron (B)
atom at the para-position to each other within a polycyclic
aromatic hydrocarbon (PAH) framework. Interestingly, the
highest occupied molecular orbital (HOMO) and the lowest
unoccupied molecular orbital (LUMO) of the MR framework
appear to have unique atomically separated distributions, also
giving rise to an unexpected small molecular AEsy. More
importantly, with such a highly robust framework, its molecu-
lar relaxation can be well suppressed. Thus, the compounds not
only succeed in gaining TADF properties but also exhibit small
Stokes shifts and narrowband emissions. In 2019, the same
group further developed a double boron-embedded MR emit-
ter, -DABNA, with similar B/N distributions to DABNA but with
a more extended nm-conjugation.’’ »-DABNA shows an even
more obvious atomic HOMO-LUMO separation due to a stron-
ger MR effect caused by more heteroatoms. As a result, a
v-DABNA-based OLED exhibited an extremely sharp blue emis-
sion with an FWHM of 18 nm/81 meV (ca.) and an impressive
maximum external quantum efficiency (EQEqa.x) of 34.4%.
Importantly, in that work, they further pointed out that such
unique FMO distributions with obvious nonbonding features
also play an important role in minimizing vibronic coupling
and vibrational relaxation. This viewpoint has been repeatedly
verified in several subsequent studies.’*** These results pro-
vide a promising direction towards realizing ultranarrow band
emissions of organic emitters, i.e., to construct large fused MR
frameworks integrating more doped B/N atoms with stronger
atomic FMO distributions. Recently, Kido et al. designed three
MR emitters, which are PAHs with embedded B/N and oxygen
(O) atoms, demonstrating that larger fused MR frameworks
with more doped B/N/O atoms can also exhibit higher colour
purity.>* However, great challenges remain for such MR frame-
works with a large extended m-conjugation in terms of issues
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such as chemical synthesis (e.g., multiple byproducts and
purification difficulties) and derivations.***' In contrast,
another important direction for designing MR emitters is
peripheral decoration on an MR framework directly through a
single bond, which may offer a more accessible method for
functionalization for different demands.**>' For example, in
2020, Wang et al. reported a green MR-TADF emitter, m-Cz-
BNCz, in which an additional electron-donating carbazole unit
was introduced onto the meta-position of the boron atom of
DtBuCzB, a classical MR framework.** The compound showed
a sharp emission at 519 nm in toluene solution and a high EQE
of 31.4% in OLEDs. However, spectral broadening was also
observed for m-Cz-BNCz with an increased FWHM of 43 nm/
171 meV (ca.) in devices compared to the MR framework.
Similar results are often noticed among MR framework deriva-
tives with simple peripheral decoration, i.e., improved effi-
ciency with reduced colour purity as a side effect.””>* This is
because introducing such decorations breaks the precise atom-
ical FMO separation of MR frameworks at the single connecting
bonds, bringing about long-range charge-transfer (CT) features
to the overall compounds, which is highly related to molecular
relaxations and spectral broadening. To date, it is still an open
question whether the nonbonding features of MR frameworks
could be enhanced rather than weakened via direct peripheral
decoration.

Here, we proposed a novel MR decoration strategy, i.e.,
connecting two MR featured frameworks with precisely modulated
connecting sites, to avoid breaking nonbonding FMO features at
the single connecting bond and even achieve an enhanced non-
bonding FMO feature. A proof-of-concept emitter (DOBNA-m-
CzBN) and a control compound (DOBNA-p-CzBN) were thus
developed by attaching 5,9-dioxa-13b-boranaphthol[3,2,1-de]anthra-
cene (DOBNA) onto DtBuCzB (whose main body is CzBN) at the
meta- and para-sites to the boron atom, respectively (see Fig. 1). In
contrast to the common peripheral decoration without MR proper-
ties, which may bring about long-range CT contribution and are
detrimental to the colour purity,>>>* our employed decoration unit
(DOBNA) is a typical MR framework with an overall electron-
deficient character. Specifically, for DOBNA-m-CzBN, the decora-
tion is linked to a HOMO-occupied carbon atom following reso-
nance alignment, thereby enhancing its atomic FMO separation,
which further reduces its emission bandwidth. This is distinctly
different from that of the control compound, in which the
decoration is linked to a LUMO-occupied carbon atom disturbing
the MR featured distribution inside its core and brings formal
bonding features. Thus, DOBNA-p-CzBN with continuous m-
conjugation introduces a long-range CT component that harms
its bandwidth and colour purity. In contrast, DOBNA-7-CzBN
exhibits a reduced emission bandwidth due to its stronger MR
effect. In toluene solution, DOBNA-m-CzBN gives an evidently
narrower emission with an FWHM of 24 nm/118 meV than
DOBNA-p-CzBN (26 nm/132 meV). This result is even narrower
than the original MR framework CzBN (23 nm/129 meV) in energy
units, demonstrating its enhanced MR characteristics. In OLEDs,
both emitters present similar exceptional EQE,,x values of 37.8-
38.6%. Our work for the first time provides a solution for the
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DOBNA-p-CzBN HOMO

enhancement of the atomic FMO separation features of MR
emitters with peripheral decoration through a single bond, thus
promoting the development of narrowband MR emitters with
better colour purity.

Results and discussion

Synthesis and characterization

Scheme S1 (ESIt) exhibits the synthetic routes for the target
compounds. The intermediates m-Br-BNCz, p-Br-BNCz and
DOBNA-Bpin were first synthesized according to the reported
procedures.”>*~*® Then, the target compounds can be achieved via
palladium-catalyzed Buchwald-Hartwig cross-coupling reactions
of the intermediates. The chemical structures of the target com-
pounds were characterized using nuclear magnetic resonance
(NMR) spectroscopy and mass spectrometry. As displayed in Fig.
S1 (ESIt), both DOBNA-m-CzBN and DOBNA-p-CzBN depict excel-
lent thermal stability with high decomposition temperatures (7y)
of 465 and 508 °C, respectively. Additionally, there are no obvious
glass transitions observed below 350 °C, guaranteeing their appli-
cation in evaporation processes.

Theoretical calculations

To investigate the effects of DOBNA decoration on different
sites of BNCz, density functional theory (DFT) calculations are
performed in ground states (Fig. 1). Due to the stronger
electron-donating properties of CzBN, the HOMOs of both
emitters depend mainly on their CzBN components with
almost identical distributions and are very mildly extended to

4226 | Mater. Horiz., 2023,10, 4224-423]

LUMO+1
Fig. 1 The chemical structures and frontier molecular orbital (FMO) distributions of DOBNA-m-CzBN and DOBNA-p-CzBN.

LUMO

the DOBNA parts. These distributions are clearly atomically
separated due to the MR effect inside the CzBN components.
On the other hand, their unoccupied FMO distributions
demonstrate interesting differences. In contrast to common
acceptors, the LUMO/LUMO+1 in DOBNA parts basically obey
the atomic FMO separation as an MR component. Distinctly, in
the case of DOBNA-m-CzBN, the DOBNA decoration is linked
to the HOMO-occupied carbon atom, following the resonance
alignment of the opposite arrangement of B/N atoms. Hence,
the intrinsic atomic distribution with nonbonding features is
more pronounced and observed inside the CzBN core. Never-
theless, DOBNA-p-CzBN favors unwanted bonding features, as
the DOBNA decoration is linked to the LUMO-occupied carbon
atom, which extends continuous n-conjugation. Fig. S2 (ESIf)
summarizes the atomic contributions to the FMOs inside the
CzBN segment, further demonstrating these different bonding/
nonbonding features. This distinct difference can be further
ascribed to the MR effect inside the DOBNA part. For either
compound, the connecting position on the DOBNA part is the
carbon atom para-positioned to the boron atom and meta-
positioned to the nitrogen atoms, which is clearly an electron-
density decreased site. Therefore, when linking it to the meta-
position of the boron atom (i.e., DOBNA-m-CzBN), which is an
electron-density increased site, the MR effects inside the two
frameworks are consistent with each other, leading to further
superimposed results. However, when linking it to the para-
position of the boron atom (i.e., DOBNA-p-CzBN), which is an
electron-density decreased site, two electron-deficient carbon
atoms as the bridge would lead to continuous n-conjugations
rather than atomic separations. As a result, a long-range CT

This journal is © The Royal Society of Chemistry 2023
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transition may occur between the DOBNA and CzBN segments.
To verify this assumption, natural transition orbital (NTO)
analysis is performed, as depicted in Fig. S3 (ESIt). For both
compounds, while their NTO distributions show apparent
differences, the S; and T, states of each compound exhibit
similar NTO delocalization profiles. Consequently, their spin—-
orbit couplings (SOCs) between the S; and T, manifolds are
both negligible (ca. 0.04 cm™'). For DOBNA-m-CzBN, the hole
and particle distributions are both almost located on the CzBN
framework, obeying an MR-dominated feature. For DOBNA-p-
CzBN, the holes remain on the CzBN frameworks as well, while
the particles expand to the entire molecule. Such NTO distribu-
tions lead to both its S; and T, states with mixed features that
combine characteristics of long-range CT and MR. Further-
more, by comparing the geometries of their ground and S;
states, the root-mean-square deviations (RMSDs) are calculated
as 0.098 and 0.242 A for DOBNA-m-CzBN and DOBNA-p-CzBN,
respectively. The lower RMSD value of DOBNA-m-CzBN further
confirms its well-maintained MR features (Fig. S4, ESIY).

Electrochemical properties

Fig. S5 (ESIt) illustrates the oxidation curves of both com-
pounds using cyclic voltammetry (CV) measurements. Based
on the oxidation onsets, the HOMO energy levels are estimated
to be —5.40 eV for DOBNA-m-CzBN and —5.46 eV for DOBNA-p-
CzBN. By using the HOMO energy levels and their optical
bandgaps (vide infra), their LUMO energy levels are further
determined to be —2.88 and —2.97 eV, respectively.

Photophysical properties

To explore their photophysical properties, the UV-Vis absorp-
tion and PL spectra of both emitters were measured in toluene
solution (1.0 x 10~> M) at room temperature (Fig. 2). Conspic-
uous MR-featured absorption and emission bands are observed
with peaks at 474 and 491 nm for DOBNA-m-CzBN and 477 and
497 nm for DOBNA-p-CzBN, respectively, giving rise to small
Stokes shifts of 17 and 20 nm. These very similar photophysical

View Article Online
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properties are reasonable, as they consist of identical compo-
nents. However, it is worth noting that another important
parameter of MR compounds, i.e., their emission bandwidths,
shows noticeable differences. The emissive FWHM of DOBNA-
m-CzBN is only 24 nm/118 meV, which is not only evidently
narrower than that of DOBNA-p-CzBN (26 nm/132 meV) but
even slightly smaller than that of the original CzZBN molecule
(24 nm/129 meV), indicating its obviously enhanced nonbond-
ing feature. This FWHM difference is even more obvious when
comparing their emission spectra when doped in 9-(2-(9-
phenyl-9Hcarbazol-3-yl)phenyl)-9H-3,9'-bicarbazole (PhCzBCz)
at a 3 wt% concentration. As shown in Fig. 2 and Table 1, at
room temperature, the DOBNA-m-CzBN-based film shows a
narrowband emission peaking at 496 nm with a spectral FWHM
of 130 meV (25 nm), similar to that in toluene, while the
emission of the DOBNA-p-CzBN-based film is redshifted to
506 nm, and the FWHM even extends to 161 meV (34 nm).
The different environmental sensitivity behaviours of the iso-
mers should be mainly ascribed to their different molecular
polarities. We then used solvation effect measurements to
further evaluate their dipole moments (Fig. S6 and S7, details
seen in Table S1 and S2, ESIt). At various solvents, both
emitters always display monopeaks with slight spectral shifts.
Such phenomena are distinctly different from the recent report
by Yang et al., where a typical donor 10H-phenoxazine is taken
to decorate onto the same MR framework (CzBN), showing an
obvious solvation effect and double-peaked emissions espe-
cially in high-polarity solvents due to the contribution of strong
long-range CT and varied energy level alignments.®” As shown
in Fig. S8 (ESIt), DOBNA-m-CzBN is determined to have a
smaller dipole moment of 0.98 D compared to DOBNA-p-
CzBN (1.47 D). Thus, it is reasonable that DOBNA-m-CzBN with
more obvious nonbonding features could achieve a relatively
stable narrowband emission under different conditions.

Their fluorescence and phosphorescence spectra are further
measured in toluene at 77 K (Fig. 2), and the S;/T; energy
levels are thus estimated to be 2.62/2.48 and 2.58/2.45 eV for

a
1 [IDOBNA-m-CzBN 3 — Abs b 1 pO_BNA-p-_CzBN . — Abs
in solution & —— Fluo-298 K in solution o | Fluo-298 K
Vo s Fluo-77K co Fluo-77k
————— Phos-77K \ ----- Phos-77k
0.5 abs=474 NM S 05 kS Aabs=477 nm
= Miuo=491 nm K Miuo=497 nm
s FWHM=118 meV/24 nm{ 2 ... FWHM=132 meV/26 nm
_é‘ 0 = PERY Ll el R Ie o qc) 0 1 I \—"~|—~--.-
g 1 13 wt% in PhCzBCz Fluo-77 K = 1 13 wt% in PhCzBCz ; Fluo-77K
r=J [ A S A Phos-77K | &
7 AEgr=0.11eV
05} 0.5
0 i 0 s .
400 600 400 500 600

Wavelength (nm)

Wavelength(nm)

Fig. 2 UV-vis absorption and photoluminescence spectra of (a) DOBNA-m-CzBN and (b) DOBNA-p-CzBN in diluted toluene (upper) and in PhCzBCz

films (below).
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DOBNA-m-CzBN and DOBNA-p-CzBN, respectively, affording
similar AEsy values of 0.14 and 0.13 eV, respectively, which
are small enough for realizing TADF. Notably compared to their
fluorescence spectra in toluene, the fluorescence spectra of the
DOBNA-m-CzBN- and DOBNA-p-CzBN-based films exhibit red-
shifts of approximately 12 and 17 nm, respectively. This bath-
ochromic shift can be attributed to solid solvent effects. The
surrounding environment in PhCzBCz films differs from that in
the solvent, affecting the charge distribution and interaction
mode of the emitters. Generally, the PhCzBCz film exhibits a
higher polarity compared to the toluene solvent, which results in
a spectral redshift.>> Meanwhile, we also noticed mild shoulders
in the PL spectra of the films at 77 K. This might be the influence
of their phosphorescence due to the suppressed triplet nonra-
diative decays. At room temperature, the RISC and nonradiative
decays of triplet excitons are both accelerated, resulting in the
absence of the shoulders and Gaussian distribution profiles.

Transient PL decay curves of 3 wt% DOBNA-m-CzBN and
DOBNA-p-CzBN doped in PhCzBCz films are measured at room
temperature to confirm their TADF properties. Fig. S9 (ESIY)
shows prompt and delayed signals measured with 100 ns and
200 ps time windows, respectively. The clear fluorescence
intensities lasting dozens of microseconds confirm their TADF
features. Such delayed lifetimes are similar to the original MR
CzBN.** The relatively large AEgrs and small SOC values should
be the main reason for the slow upconversion of triplets and
long lifetimes. By using an integrating sphere measurement
under a nitrogen atmosphere upon excitation at 300 nm, the
PLQYs of both the DOBNA-m-CzBN and DOBNA-p-CzBN films
are measured to have similar values of 95.1% and 96.2%,
respectively. Based on the PLQYs, lifetimes, and contributions
of prompt and delayed fluorescence, the key kinetic parameters
are calculated and summarized in Table S3 (ESIt). DOBNA-m-
CzBN shows a slightly faster singlet radiation decay rate (k%) of
7.2 x 107 s~ * compared to DOBNA-p-CzBN (k. of 5.0 x 10" s~ 1),
agreeing with its larger oscillator strength. On the other hand,
both compounds display similar RISC rates (kgiscS) enough to
surpass the triplet nonradiative decay rates (k. s), thus leading
to a sufficient RISC process for triplet excitons.

Furthermore, with the expectation that the planarity of the
CzBN and DOBNA framework may contribute to molecular
horizontal orientations, we carried out angle-dependent PL
measurements on their doped films. As shown in Fig. S10
(ESIT), both isomers in the diluted films exhibit clearly

Table 1 Summary of the photophysical properties of the emitters
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preferred horizontal emitting dipole orientations with impress-
ive horizontal ratios of 92% and 93% for DOBNA-m-CzBN and
DOBNA-p-CzBN, respectively. These results would greatly
enhance the light out-coupling efficiency and eventually help
to enhance their performance in devices.

Device performance

To further evaluate their electroluminescence (EL) properties,
OLEDs are fabricated with the following optimized device
structure: ITO (indium tin oxide)/TAPC (4,4’-cyclohexylidene-
bis[N,N-bis(p-tolyl)aniline]) (30 nm)/TCTA (4,4’,4"-tris(carbazol-
9-yi)triphenylamine) (10 nm)/emitting layer (20 nm)/TmPyPB
(1,3,5-tri[(3-pyridyl)-phen-3-yl]benzene) (40 nm)/LiF (1 nm)/Al,
as shown in Fig. 3(a). In the device, ITO and Al act as the anode
and cathode, respectively; TAPC and TCTA are selected as the
hole transporting and electron blocking layers, respectively;
TmPyPB and LiF serve as the electron transporting and injec-
tion layers, respectively; and PhCzBCz is selected as the host
due to its high T; energy level, which is enough to sensitize the
emitters. The optimized doping ratio is 3 wt%, and the opti-
mization details are shown in Table S4 and S5 (ESIT). As shown
in Fig. 3(c) and (d) and summarized in Table 2, both optimized
devices achieved similar outstanding EQE,,.xs of 38.6% for
DOBNA-m-CzBN and 37.8% for DOBNA-p-CzBN, and trends
with increasing luminance. These efficiency behaviors are
much superior to those of the reported devices based on the
original CzBN emitter, revealing the importance of extending n-
conjugations of MR emitters. These results agree well with their
similar high PLQYs and splendid horizontal emitting dipole
orientations. However, it should be noted that due to the
relatively low kgyscs, severe triplet accumulation occurred for both
devices at high luminance, resulting in dramatic efficiency drop-
offs via exciton quenching processes (e.g., triplet-triplet annihila-
tion). On the other hand, their EL spectra depict considerable
differences. As shown in Fig. 3(b), the DOBNA-m-CzBN-based
device exhibits a sharp emission band at 497 nm with an FWHM
of only 28 nm/141 meV, which is not only bluer than that of the
DOBNA-p-CzBN-based device (511 nm) but also, more importantly,
evidently narrower in terms of the EL bandwidth (38 nm/177 meV).
These results are consistent with their PL behaviours under
identical environmental conditions, confirming the contribution
of nonbonding m-extension features via the precisely modulated
decoration strategy. With increasing luminance, the variations in

3wt% in PhCzBCz@77 K

In toluene@r.t. In toluene@77 K

- Jpho” FWHM® Jabs? . FWHM® _
Emitters [nm] [nm] AEg [eV] [nm]/[meV] [nm] [nm] [nm]/[meV] gl [nm] Jpng [nm] AEs# [eV]
DOBNA-m-CzBN 499 532 0.11 25/130 474 491 24/118 487 519 0.14
DOBNA-P-CzZBN 509 546 0.13 34/161 477 497 26/132 492 525 0.13

“ Estimated from the peak of the fluorescence and phosphorescence spectra of emitters doped in films at 77 K. * Determined from the films at
77 K. © FWHMs of the photoluminescence spectra in the films. ¢ Estimated from the maxima of absorption and emission spectra in dilute toluene
solution at room temperature. ¢ FWHMs of the photoluminescence spectra in dilute toluene solution at room temperature./ Estimated from the
peak of the fluorescence and phosphorescence spectra in dilute toluene solution at 77 K. ¢ Determined in dilute toluene solution at 77 K.
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Fig. 3 Device structure and performance of OLEDs. (a) Device configuration. (b) Normalized electroluminescence spectrum. (c) Current density—

voltage—luminance curves. (d) EQE—luminance curves.

Table 2 EL performances of OLEDs based on DOBNA-m-CzBN and DOBNA-p CzBN emitters

Emitters Jem® [nm] FWHM? [nm]/[meV] PEma’ [Im W CEpay” [cd A™Y] EQEmax/1000° [%] CIE (x, y)
DOBNA-m-CzBN 497 28/141 84.6 91.5 38.6/15.7 (0.11, 0.54)
DOBNA-p-CzBN 511 38/177 105.2 120.5 37.8/17.2 (0.17, 0.67)

@ peak wavelength of the EL spectra. ” Full width at half-maximum. °
external quantum efficiency, and values at 1000 cd m~2./ Recorded at 1000 cd m™2.

the EL spectra are negligible, as shown in Fig. S11 (ESI}), demon-
strating its good spectral stability.

Conclusions

In summary, two MR derivatives, DOBNA-m-CzBN and DOBNA-
p-CzBN, are synthesized with an MR-featured DOBNA decora-
tion of distinct binding sites to an MR framework CzBN.
Following resonance alignment, DOBNA-m-CzBN is found to
have an even enhanced atomic FMO separation. In contrast, the
bonding feature is introduced into DOBNA-p-CzBN for its
continuous m-conjugation extension. As a result, DOBNA-m-
CzBN exhibits a sharper emission with a peak at 491 nm and
an FWHM of 24 nm/118 meV compared to that of DOBNA-p-
CzBN (a peak at 497 nm and an FWHM of 26 nm/132 meV). The
rigidity of the decoration improves their PLQYs and horizontal

This journal is © The Royal Society of Chemistry 2023

Maximum power efficiency. ¢ Maximum current efficiency. © Maximum
2

dipole orientations. Therefore, OLEDs employing these emitters
achieve both superior EQE .S of 37.8-38.6% due to their high
PLQYs and efficient kriscs. Distinctly, the DOBNA-m-CzBN-based
device shows a much more intrinsic MR-featured emission with
an FWHM of 28 nm/141 meV peaking at 497 nm compared with
the DOBNA-p-CzBN-based device, whose emission shows a spec-
tral bathochromic peaking at 511 nm and broadening to 38 nm/
177 meV. This work first realizes the enhancement of atomically
separated FMO for MR emitters via direct peripheral acceptor
decoration, paving a way for further development of narrowband
MR emitters.
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