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surface plasmon electrons of Au-
NPs to Zn3V2O8 surfaces: a case study of sunlight
driven H2 generation from water splitting†

Muhammad Jalil,a Khezina Rafiq, *a Muhammad Zeeshan Abid, a Abdul Rauf,a

Shuxin Wang, b Shahid Iqbalc and Ejaz Hussain *a

For future energy perspectives, an effective way to produce H2 from water splitting is suggested using

Zn3V2O8 photocatalyst as a semiconductor support. Further, to enhance the catalytic efficiency and

stability of the catalyst, gold metal was deposited over the Zn3V2O8 surface by a chemical reduction

method. For comparison, the Zn3V2O8 and gold-fabricated catalysts (i.e., Au@Zn3V2O8) were used for

water splitting reactions. For structural and optical properties, various techniques, including XRD, UV-Vis

DRS, FTIR, PL, Raman, SEM, EDX, XPS and EIS were used for the characterizations. The scanning electron

microscope revealed the pebble-shaped morphology of the Zn3V2O8 catalyst. The FTIR and EDX results

confirmed the purity and structural and elemental composition of the catalysts. Overall, 7.05 mmol g−1

h−1 H2 generation was observed over Au1.0@Zn3V2O8, which was ten times higher than bare Zn3V2O8.

The results revealed that the higher H2 activities could be attributed to the Schottky barriers and surface

plasmon electrons (SPRs). Thus the Au@Zn3V2O8 catalysts have potential to deliver higher hydrogen

generation than Zn3V2O8 by water splitting.
Introduction

Industrialization and urbanization are the main factors that are
leading to increase in global energy demand and associated
environmental pollution. In recent decades, scientists have
been seriously devoting effort towards producing alternatives to
fossil fuels, which should be cheap, renewable, and carbon-
free.1 Photocatalytic hydrogen generation from water splitting
reactions meets all the current requirements. For hydrogen
generation, several photocatalysts have been tried in such
systems, including TiO2, CdS, ZnO, g-C3N4, ZnS, WO3, SrTiO3

and BiVO4.2–9 It has been reported that TiO2, ZnO, ZnS, SrTiO3,
and WO3 work in UV light due to their larger band gaps (3.2 eV,
3.3 eV, 3.6 eV, 3.2 eV, and 2.6–3.0 eV, respectively),10 whereas
CdS, g-C3N4, and BiVO4 work in the presence of visible light as
they have band gaps of 2.42 eV, 2.44 eV, and 2.40 eV, respec-
tively.11 Although CdS is an attractive photocatalyst because it
can work in visible light (due to its smaller band gap), it is
subject to photocorrosion, which is the main drawback that
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retards its efficiency. Some recent reports have revealed that
ZnCdS is a promising catalyst for hydrogen production because
it has a good light corrosion resistance and responds to visible
light. However, ZnCdS has limited use in photocatalytic reac-
tions due to its low solar-energy utilization rate and fast
photoelectron–hole recombination rate.12 Graphite-like carbon
nitride (g-C3N4) photocatalysts have been extensively used for
photocatalytic hydrogen production due to their narrow band
gap (2.7 eV) and wide optical absorption range. However, their
photocatalytic efficiency is limited because of the rapid
recombination of internal charge carriers and structural defects
of g-C3N4.13

To overcome these drawbacks of photocatalysts, scientists
are working on different transition-metal vanadates due to their
potential advantages, such as good stability, sufficient active
states, easy band-gap engineering, presence of mixed oxidation
states, non-cytotoxicity, and more available oxygen vacancies.14

BiVO4 is considered an important semiconductor due to its
promising light-absorption capacity and low cost of its raw
materials. However, some limitations have been reported in
BiVO4 photocatalysts, such as poor reaction surfaces, low
charge transportation, and a low conduction band level that
make them unsatisfactory candidates for photocatalytic
hydrogen production.15

Among the metal vanadates (i.e. BiVO4, CrVO4, FeVO4,
Ni3(VO4)2, CeVO4), zinc vanadate (Zn3V2O8) has excellent opto-
electronic features. To date, it has been chiey utilized in super-
capacitors, batteries, H2-storage devices, catalysis, photocatalysis,
Nanoscale Adv., 2023, 5, 3233–3246 | 3233
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and magnetic devices.16–18 Zn3V2O8 photocatalysts are known to
be robust against photocorrosion, inexpensive, and nontoxic,
making them an attractive alternative to expensive and low-
efficiency semiconductors.19 Due to its signicant proportions
of mixed oxides, Zn3V2O8 exhibits the potential for hydrogen-
production reactions.20 The conduction as well as valence band
of Zn3V2O8 are −0.10 and 2.90 eV, respectively,21 which are suit-
able for hydrogen production. Zn3V2O8 can be synthesized into
different morphologies, including nanoparticles, nanorods, and
microspheres, which can allow its use in various photocatalytic
applications.22–24 Different methods have been adopted for the
fabrication of Zn3V2O8, including the (i) sol–gel method, (ii)
sonochemical method, (iii) hydrothermal method, (iv) chemical
vapour deposition, (v) vacuum deposition method, (vi) high-
energy ball-milling, and (vii) co-precipitation method.25

Bare Zn3V2O8 has a low photocatalytic efficiency for hydrogen
production. Therefore, in order to enhance its activity, the use of
doping or generating a hybrid Zn3V2O8 has been proven to be
give a more active catalyst than bare Zn3V2O8.26 Recently, single-
atom catalysts,27 and MoOx,28 Ru,29 Ag,16,30 Pt,31 and Pt/Bi alloy32

cocatalysts have been used to boost the photocatalytic perfor-
mance of semiconductors.27 Metal cocatalysts represent a more
practical and successful approach due to their stability, and
selectivity.33 Gold (Au) cocatalysts have many excellent catalytic
and conducting properties to boost the photocatalytic perfor-
mances. Au metal cocatalysts can improve the charge separation
by forming Schottky barriers and raising the Fermi levels of
semiconductors.34 Moreover, Au expands the photoresponse
range via an inherent surface plasmon resonance (SPR) effect.35

In this work, Zn3V2O8 photocatalysts were successfully
synthesized using a co-precipitation method for hydrogen-
production reactions. To enhance the hydrogen-generation
activity, Au particles were incorporated over Zn3V2O8 surfaces;
whereby the Au nanoparticles could transfer SPR electrons to
the Zn3V2O8 support. In this work, 7.05 mmol g−1 h−1 H2

generation was observed over Au@Zn3V2O8 catalysts. Moreover,
the effects of different conditions, such as pH and temperature,
on the photocatalytic performances were studied. Thus, the
Au@Zn3V2O8 photocatalysts were found to be excellent
photocatalysts.
Experimental
Chemicals used

Ammoniummetavanadate 99.95% (Sigma-Aldrich CAS Number
7803-55-6), zinc nitrate hexahydrate 98% (Sigma-Aldrich CAS
Number 10196-18-6), sodium hydroxide 97% (Sigma-Aldrich
CAS Number 1310-73-2), hydrochloric acid 37% (Sigma-
Aldrich CAS Number 7647-01-0), tetra chloroauric acid 99%
(Sigma-Aldrich CAS Number 16903-35-8), sodium borohydride
98% (Sigma-Aldrich CAS Number 16940-66-2), ethanol 95%
(CAS Number 64-17-5), and distilled water.
Synthesis

9 mmol of (2.682 g of Zn(NO3)2) solution was prepared in 30 mL
distilled water. To acidify the precursor solution, a few drops of
3234 | Nanoscale Adv., 2023, 5, 3233–3246
concentrated HCl were added and stirred until the contents had
completely dissolved. Aer that, 0.702 g of NH4VO3 was added
into 30 mL of 0.5 M NaOH and the resultant solution was stirred
and gently heated to dissolve NH4VO3. This solution was added
into the former prepared Zn (NO3)2 solution with the help of
a dropper. At this stage, the pH of the reaction mixture was
adjusted to 10 by adding dilute NaOH because at higher pH,
more precipitates of the product are likely to be formed. Aer
that, the mixture was stirred and heated on a hot plate at 80 °C
for 3 h until white precipitates were formed. The mixture was
sonicated for 10 min, and then the precipitates were allowed to
settle. The precipitates were then thoroughly washed several
times using an ethanol/water mixture. The products were ob-
tained by vacuum ltration. Aer ltration, the precipitates
were dried in an oven at 60 °C for 12 h. To enhance the crys-
tallinity, the catalysts were then calcined at 500 °C for 5 h.
Finally, the as-prepared Zn3V2O8 photocatalysts were saved for
further use.

For the preparation of Au@Zn3V2O8, the as-synthesized
Zn3V2O8 was used as a support. In a three-neck round-bottom
ask, 250 mg of Zn3V2O8 powder was transferred and 50 mL
of distilled water was added to prepare a homogeneous slurry.
Then, this slurry was sonicated for 15 min and stirred for about
1 h. About 337 mg of HAuCl4 was added to the above slurry.
Then this precursor slurry was purged with pure argon gas to
remove the oxygen contents. NaBH4 solution was added for the
in situ reduction of Au metal ions, followed by continuous
stirring at room temperature. The metal-supported mixture was
sonicated again for 20 min and transferred into a 100 mL Teon
line stainless steel autoclave reactor for hydrothermal treat-
ment. The temperature of the hydrothermal reaction was xed
at 180 °C for about 10 h. Aer the completion of the hydro-
thermal reaction, the product was ltered and thoroughly
washed with distilled water and ethanol. At the nal stage, the
catalyst precipitates were recovered via centrifugation. The
catalysts were dried in an oven at 90 °C for 3 h. The obtained
ne powder catalysts were ground using a mortar and pestle.
The powder was then calcined at 400 °C to improve the crys-
tallinity and purity of the product. The catalysts were nally
collected for characterization and for later use in the hydrogen-
evolution experiments.
Characterizations of the catalysts

To obtain information on the structural morphology of the bare
Zn3V2O8 and Au@Zn3V2O8, X-ray diffraction (XRD) patterns
were collected on a Bruker D2 Phaser instrument (LUMS,
Lahore Scientic Instrument Laboratory). Fourier-transform
infrared (FTIR) characterizations were performed on a Bruker
Alpha Platinum ATR system (Spectral Range: 7500–375 cm−1).
RAMAN spectroscopy was performed on a StellerNet Raman
high-resolution spectrometer. Scanning electron microscopy
(SEM) with energy dispersive X-ray (EDX) analysis was per-
formed on an FEI Nova 450 Nano SEM system. Atomic force
microscopy (AFM) was performed using a PARK NX10 instru-
ment. Ultraviolet-visible-diffuse reectance spectroscopy (UV-
vis-DRS) was performed on a UV-Vis spectrophotometer SP-
© 2023 The Author(s). Published by the Royal Society of Chemistry
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IUV7 (wavelength range: 190–1100 nm, Wavelength accuracy:
±0.5 nm). Photoluminescence (PL) analysis was performed on
an MFLI Lock-in Amplier (bandwidth = 500 kHz). X-Ray
photoelectron spectroscopy (XPS) analysis was performed on
a Kratos Axis ultra-DLD spectrometer equipped with an Al X-ray
radiation source. A Solatron impedance analyzer was used for
the EIS analysis (amplitude= 10–100mV, frequency range= 0.1
Hz–1 MHz). Photocurrent tests were carried out in a conven-
tional three-electrode system using a potentiostat (CH Instru-
ments, CHI 660) and visible-light irradiation (l > 420 nm). Gas
chromatography (GC-TCD) was used to determine the
hydrogen-evolution activities of the as-prepared Zn3V2O8 and
Au@Zn3V2O8 photocatalysts.
Hydrogen-evolution experiments

The photocatalytic reactions for hydrogen production were run
in a Pyrex reactor (140 mL) in the presence of sunlight. Here,
5 mg of photocatalysts were loaded in the reactor containing
a 25 mL mixture of 5% ethanol and 95% water. Prior to the
reaction, the reactor was continuously bubbled with highly pure
nitrogen gas at a ow rate of 12 mLmin−1 for 45 min in order to
remove the oxygen content from the previous reaction mixtures
in the reactor. Sunlight was used as the irradiation source for
the activation of the photocatalysts. The catalysts were irritated
with light having a photon ux of ca. 6.5 mW cm−2, which
approximates to the photon ux of solar light. The gas sample
was collected by a 0.5 mL syringe (UK standard) from the gas
head space of the photoreactor and transferred to the gas
chromatograph (GC-TCD) containing a molecular sieve capil-
lary column (length = 25 mm, average thickness = 0.5 mm) and
a TCD detector. An internal calibration curve was used to
quantify the H2 produced by the photocatalytic reaction. Pho-
tocatalytic tests for the each sample were repeated at least three
times. The hydrogen-evolution rates were measured in mmol
g−1 and mmol g−1 h−1 to allow comparisons between different
photocatalysts under similar conditions.36 The quantum yield of
the photocatalysts was measured by the ratio of number of H2

molecules produced to the number of photons captured by the
photocatalysts, as per the following formula.

Quantum yield ¼ molecules of H2 produced

photons captured by photocatalyst
� 100
Results and discussion

Fig. 1 illustrates the synthesis scheme employed to prepare the
Zn3V2O8 and Au@Zn3V2O8 photocatalysts (details are given in
the Experimental section). To enhance the crystallinity and
purity, all the photocatalysts were calcined at 400 °C for 4 h.
XRD

The crystallinity and phase purity of pure Zn3V2O8 and
Au@Zn3V2O8 were examined by X-ray diffraction (Bruker D2
Phaser). The XRD patterns were collected in the 2 theta range
between 10–80°. The XRD patterns of the as-synthesized
© 2023 The Author(s). Published by the Royal Society of Chemistry
Zn3V2O8 are illustrated in Fig. 2(a), and were in agreement
with JCPDS card number 34-0378. The peaks were observed at
15.365°, 18.741°, 26.450°, 27.080°, 29.454°, 31.004°, 34.910°,
35.980°, 36.464°, 43.114°, 43.301°, 48.606°, 57.703°, 58.440°,
60.562°, 62.973°, and 64.606°, corresponding to the HKL
values (020), (120), (220), (211), (131), (040), (122), (320), (311),
(042), (151), (160), (162), (360), (004), (442), and (080),
respectively. The crystallite size of the Zn3V2O8 was deter-
mined by using Scherrer's equation as 14.95 nm. Calculations
for the crystallite size are provided in Table S1.† The crystal
structure of Zn3V2O8 was orthorhombic with 4.83 g cm−3

density. All the peaks conrmed the XRD pattern of pure
Zn3V2O8 material. The intensity could be increased or
decreased by increasing or decreasing the concentration of the
sample to be examined; whereby a high peak intensity reects
the efficiency of the instrument. In the XRD patterns, some
distinct peaks assured the presence of gold at the Zn3V2O8

surfaces Fig. 2(b). The XRD pattern of Au@Zn3V2O8 presented
the peak of Au at 38.18°, corresponding to the hkl value (111)
evidenced by JCPDS card number 04-0784. The average crys-
tallite sizes of the Au@Zn3V2O8 catalysts were observed as
18.80 nm (using Scherrer's formula). The XRD parameters are
presented in Table S2.†

Raman analysis

The vibration modes of the molecules were determined by the
Raman spectroscopy technique. The rotational and other low-
frequency modes of the molecules were also computed.
Fig. 2(c) presents the Raman spectrum of the as-synthesized
Zn3V2O8 catalysts in the 100–1000 cm−1 scan range. In the
spectrum, signicant peaks could be observed at 155, 223, 261,
318, 373, 815, and 907 cm−1. Bending vibrations (V–O) and
lattice modes were observed in the 100–315 cm−1 range. The
peaks at 318 cm−1 (lower wave number) represented the second-
order Raman scattering mode, while the peak at 373 cm−1

represented the rst-order Raman scattering modes and arose
because of some defects (i.e. oxygen vacancies). Similarly, the
few peaks observed at 155 cm−1 were attributed to the stretch-
ing modes of vanadium oxides lattices. A broad peak observed
at 261 cm−1 was due to the bendingmode of vanadium oxide. In
the 740–1000 cm−1 range, distinct modes could be observed due
to the different oxidation states of vanadium.37 In the case of
Au@Zn3V2O8 catalysts, a shi in the most intense peak was
observed (towards lower wave number) from 858 to 855 cm−1.
The shi in the case of the gold-deposited catalysts was due to
a phonon connement effect and due to the defects in the
Zn3V2O8 lattices38 (see the results in Fig. 2(c)).

FTIR study

Fourier-transform infrared (FTIR) spectroscopy was performed
and substantiated the linkage between the atoms of the
Zn3V2O8 catalysts. Fig. 2(d) shows the FTIR spectrum of the
synthesized Zn3V2O8 catalysts in the scanned range from 400–
4000 cm−1. Two peaks appeared at 431 and 435 cm−1, which
were due to stretching vibrations of Zn–O.39 Similarly, two peaks
of V–O vibrations appeared at 683 and 780 cm−1 corresponding
Nanoscale Adv., 2023, 5, 3233–3246 | 3235
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Fig. 1 Illustration of the synthesis of the Zn3V2O8 and Au@Zn3V2O8 catalysts.

Fig. 2 (a and b) XRD patterns of Zn3V2O8 and Au@Zn3V2O8 catalysts. (c and d) Raman and FTIR results of pure Zn3V2O8 and Au@Zn3V2O8,
respectively.

3236 | Nanoscale Adv., 2023, 5, 3233–3246 © 2023 The Author(s). Published by the Royal Society of Chemistry
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to the tetrahedron of the VO4 vibrational modes. The appear-
ance of vibrations at 3000 cm−1 was attributed to O–H stretch-
ing from the moisture contents in the catalysts. In the FTIR
results, no distinct peak of Au metals appeared because of low
percentage at the Zn3V2O8 surfaces.
SEM with EDX

The SEM images of Au@Zn3V2O8 demonstrated a pebble-like
nanoplates morphology, as shown in Fig. 3(a) and (b). The
formation of nanoplates was achieved by several processes; rst
zinc combined with vanadium to form zinc vanadate nuclei.
Aer that, the growth of nanoplates started, followed by the
exfoliation process, and nally the self-aggregation of zinc
vanadate occurred.40 In the SEM results, it could be observed
that the morphology of the as-synthesized Zn3V2O8 depended
on the temperature at which sample was calcined or at which
the hydrothermal reaction took place. It could be observed that
during the catalysts preparations, the concentration of the
precursor solutions and pH of the reaction mixture were
important factors. For example, at high temperature, the zinc
vanadate nanoplates split into thin sheets; these sheets
underwent exfoliation, resulting in a higher porosity in the
lattices. The elemental composition of the Au@Zn3V2O8 cata-
lysts was illustrated by EDX. The EDX results demonstrated that
the Au particles were homogeneously dispersed on the zinc
vanadate surfaces. Moreover, the EDX results conrmed the
Fig. 3 SEM images of the catalyst at (a) 10 mm and (b) 1 mm. (c) EDX res

© 2023 The Author(s). Published by the Royal Society of Chemistry
existence of Zn, V, and O, clearly verifying the purity of the
catalysts, as shown in Fig. 3(c).

XPS

XPS analysis was performed to analyse the chemical composi-
tion and oxidation states of the elements present in the
Au@Zn3V2O8 photocatalysts. The XPS results of Au@Zn3V2O8

are shown in Fig. 4(a)–(d). The XPS results for Au indicated the
presence of two peaks at 84.08 and 87.78 eV, attributed to Au 4f7/
2 and 4f5/2, respectively, as shown in Fig. 4(a). The Zn 2p3/2 and
Zn 2p1/2 peaks were observed at 1021.45 and 1044.25 eV,
respectively, as depicted in Fig. 4(b). According to the high-
resolution spectrum of vanadium, two peaks of 2p were
observed at 516.79 and 524.17 eV, which were attributed to V
2p3/2 and V 2p1/2, respectively; see Fig. 4(c). An oxygen O 1s peak
appeared at 529.98 eV (Fig. 4(d)), which was assigned to the
oxygen lattice in the Au@Zn3V2O8 photocatalyst.16

AFM

Atomic force microscopy (AFM) was used to assess the infor-
mations about thickness and height of the Au@Zn3V2O8 pho-
tocatalysts. Two dimensional (2D) AFM images of the
photocatalysts are shown in Fig. 5(a) and (b), and the height of
the photocatalysts was 25.5 nm as presented in Fig. 5(c). The
three-dimensional (3D) view of the photocatalysts height is
clearly demonstrated in Fig. 5(d) and (e). The scan areas for the
ults of the catalyst.

Nanoscale Adv., 2023, 5, 3233–3246 | 3237
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Fig. 4 XPS results of Au@Zn3V2O8 showing: (a) Au 4f, (b) Zn 2p, (c) V 2p, and (d) O 1s plots.
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measurement of the thickness and height of photocatalysts
were 4.05 × 4.05 mm and 0–26 nm, respectively. The AFM
images showed that the photocatalysts particles had rough
surfaces and a homogenous distribution of gold particles. The
height and morphology of the photocatalysts as exposed by the
atomic force spectroscopy (AFM) and SEM analyses were
consistent with the previously reported work.41

UV-Vis-DRS

Ultraviolet-visible-diffuse reectance spectroscopy (UV-Vis-DRS)
gives information on the band gap, charge separation, and
optical properties of photocatalytic materials. The UV-Vis-DRS
results for Zn3V2O8 and Au@Zn3V2O8 are exhibited in
Fig. 6(a). The calculated band gaps of pure Zn3V2O8 and
Au@Zn3V2O8 were 3.0 and 2.9 eV respectively, see Fig. 6(b). The
absorbance edge of pure Zn3V2O8 was observed at 413 nm,
whereas the presence of Au on the surfaces of Zn3V2O8 extended
the absorbance to the visible region of the solar spectrum (i.e.
427 nm). Higher activities were attributed due to extended
absorption and greater electron transfer from the oxygen 2p
3238 | Nanoscale Adv., 2023, 5, 3233–3246
orbital to the vanadium vacant 3d orbital in the VO4 tetrahe-
dron. Furthermore, Au provided SPR electrons to facilitate the
excited electrons to the redox centres of the VO4 tetrahedron.42

Photoluminescence (PL)

Photoluminescence (PL) spectra can be used to explain the
charge separation and recombination rate of photocatalytic
semiconductors used for photocatalytic reactions.43 If the
intensity of PL emission is high, this represents that there will
be a higher electron recombination and low efficiency of pho-
tocatalysts during photoreactions; whereas if the intensity of
the PL spectra is low, then the recombination rate will be low
and as a result, the photocatalytic efficiency will be high. When
the photocatalytic efficiency is high, then there will be more
electrons in the conduction band and the hydrogen-production
rate will increase signicantly. Here, it was observed that the
existence of Au metals at the zinc vanadate surfaces generated
more electrons, and as a result more hydrogen was produced.
Due to the inherent SPR in Au metal particles, the excitation of
electrons from the gold core will be easier, which can then be
© 2023 The Author(s). Published by the Royal Society of Chemistry
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Fig. 5 AFM results: (a and b) 2D tapping modes, (c) size distribution, and (d and e) 3D images of the Au@Zn3V2O8 photocatalysts.
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energetically promoted to the conduction band of zinc vana-
date. The PL spectra of the synthesized Zn3V2O8 and Au@Zn3-
V2O8 are shown in Fig. 6(c) and (d). In Fig. 6(c), the emission
spectra showed a wide band from 450 to 700 nm; this emission
band further implied two peaks that were centred at 589 and
517 nm. These peaks were Gaussian emission peaks,44 that is
why Zn3V2O8 exhibited a yellow-light emission in the 450–
700 nm range. Fig. 6(d) clearly demonstrates the emission
spectra of the Zn3V2O8 and Au@Zn3V2O8 catalysts. The emis-
sion spectra of the Zn3V2O8 catalysts were due to the charge
recombination/back reactions. The PL results agreed with the
UV-Vis-DRS results and the photocatalytic activities (see the
Activity section).
Photocurrent response and electrochemical impedance
spectroscopy (EIS)

The photocurrent response and EIS analyses were used to
analyse the charge transfer and transport processes. Pure
Zn3V2O8 and Au@Zn3V2O8 were analyzed for their photocur-
rent responses with on/off cycles under visible-light irradia-
tion. The Au@Zn3V2O8 photocatalysts exhibited a higher
photocurrent density compared to pure Zn3V2O8 and they were
found to be stable, as demonstrated in Fig. 7(a). The results
demonstrated that Au@Zn3V2O8 had a high separation effi-
ciency for electrons and holes. The EIS analysis results
demonstrated a much smaller diameter of the arc radius than
for the pure Zn3V2O8, Fig. 7(b). The results reveal that the
Au@Zn3V2O8 photocatalyst had a low interfacial charge resis-
tance and fast interfacial charge-transfer efficiency. Overall,
© 2023 The Author(s). Published by the Royal Society of Chemistry
the use of PL, photocurrent response, and EIS analyses
provided a basis for understanding the performance of the
Au@Zn3V2O8 photocatalysts.45
Hydrogen-evolution activities

To determine the hydrogen evolution, the as-synthesized pho-
tocatalysts were used under visible-light irradiation with adding
5% ethanol as a sacricial agent. The total time for the photo-
catalytic reaction was xed and optimized at 6 h for each pho-
tocatalyst tested. Hydrogen evolution occurred only by
photocatalytic reaction, and no hydrogen was produced in the
absence of irradiation and catalysts, and even a large amount of
Zn3V2O8 could produce only a meager amount of hydrogen due
to the fast recombination of holes and electrons. Au metal was
loaded on the Zn3V2O8 support with different wt% of metal to
prevent the recombination of electrons and enhance the
hydrogen production.20 By increasing the Au wt% from 0.2 to
1.0 wt%, the effect of the metal loading was observed on the
hydrogen-evolution rate, which increased with the increase in
metal loading. Specically, the hydrogen-evolution activities of
Zn3V2O8, Au0.2@Zn3V2O8, Au0.4@Zn3V2O8, Au0.6@Zn3V2O8,
Au0.8@Zn3V2O8 and Au1.0@Zn3V2O8 were 4.69, 8.61, 17.52,
27.09, 36.36, and 42.31 mmol g−1, respectively, as shown in
Table 1 and Fig. 7(c) and (d). Zn3V2O8 loaded with 1.0 wt% of Au
exhibited 42.31 mmol g−1 hydrogen evolution, which was the
highest activity among all the catalysts. The maximum wt% of
Au metal loaded on Zn3V2O8 was 1.0%, which produced
7.05 mmol g−1 h−1 of hydrogen by water splitting reactions.
Au1.0@Zn3V2O8 was observed to be the most active
Nanoscale Adv., 2023, 5, 3233–3246 | 3239
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Fig. 6 (a) UV-Vis-DRS, (b) energy curves (eV), (c) PL emission spectra and fitting of the peaks, and (d) PL emission spectra for the Z3V2O8 and Au@
Z3V2O8 catalysts.
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photocatalyst in this study. It has been observed that Au metal
plays a vital role in enhancing the hydrogen evolution. More-
over, due to the transfer of surface plasmon resonance (SPR)
electrons to the redox sites of the catalysts, higher hydrogen
generation can be achieved. Herein, 1.0 wt% Au loading was
optimized for the Pyrex 140mL reactor system. It was also found
that an increased Au loading on Zn3V2O8 from 1.0 to 1.4 wt%
did not affect the hydrogen-evolution rate much. This was
because increasing the Au weight percentage caused the co-
catalyst particles to aggregate and form large clusters, which
inhibited the transfer of charge carriers to the active sites of the
photocatalyst.46 The hydrogen-production activity also
increased due to the stability gained by the gold deposited over
the Zn3V2O8 surface. To verify the SPR effect of the Au metal
contents over Zn3V2O8, band pass lters of 420, 500, 600, and
700 nm (centred at 20 nm) were used. The H2-production rates
(mmol g−1 h−1) from C2H5OH/H2O mixtures (1 : 19) are illus-
trated in Fig. S1.† At 700 and 600 nm, hydrogen was observed in
trace amounts because of the minute quantity of charge carriers
3240 | Nanoscale Adv., 2023, 5, 3233–3246
produced. Moreover, at 500 nm, the H2-production rate accel-
erated due to the SPR electrons of the Au metal contents.47

However, no H2 was detected for the bare Zn3V2O8 photocatalyst
under the same reaction conditions. In comparison to bare
Zn3V2O8, Au@Zn3V2O8 exhibited a H2-production ability under
visible light, indicating that the Au content over Zn3V2O8 led to
H2 production due to the SPR electrons. Several photocatalysts
have been reported for the production of hydrogen by photo-
catalytic water splitting. The hydrogen-generation results for
some reported catalysts are listed in the ESI in Table S3.†
Mechanism

The Gibbs free energy required for water splitting is
237.2 kJ mol−1 (2.46 eV) and so photocatalysts with proper band
structures can only progress this reaction.48 The overall water
splitting reaction involves two half reactions: rst reduction and
then oxidation. For efficient water splitting, the conduction band
potential of photocatalysts should be more negative than the
hydrogen reduction potential to carry out the reduction half
© 2023 The Author(s). Published by the Royal Society of Chemistry

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d3na00148b


Fig. 7 (a) Photocurrent response, (b) EIS results of Zn3V2O8 and Au@Zn3V2O8. (c and d) comparison of the photocatalytic activities of the
photocatalysts in mmol g−1 and mmol g−1 h−1, respectively.

Table 1 Comparison of the hydrogen-evolution activities of various as-prepared catalystsa

S. no. Photocatalysts
Au at the support
(wt%) Reaction time (6 h)

H2 evolution

mmol g−1 mmol g−1 h−1

1 Zn3V2O8 0.0 10:00 am to 16:00 pm 4.69 0.78
2 Au0.2@Zn3V2O8 0.2 10:00 am to 16:00 pm 8.61 1.43
3 Au0.4@Zn3V2O8 0.4 10:00 am to 16:00 pm 17.52 2.95
4 Au0.6@Zn3V2O8 0.6 10:00 am to 16:00 pm 27.09 4.51
5 Au0.8@Zn3V2O8 0.8 10:00 am to 16:00 pm 36.36 6.06
6 Au1.0@Zn3V2O8 1.0 10:00 am to 16:00 pm 42.31 7.05

a Amount of catalysts = 5 mg, sacricial reagent = 5% ethanol, photon ux = sunlight/ca. 6.5 mW cm−2.

Paper Nanoscale Advances

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

1 
A

pr
il 

20
23

. D
ow

nl
oa

de
d 

on
 1

/1
9/

20
26

 3
:2

6:
50

 P
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n 

3.
0 

U
np

or
te

d 
L

ic
en

ce
.

View Article Online
reaction. Similarly, for a successful oxidation half reaction, the
valence band potential of the catalysts should be more positive
than the oxidation potential of water, which is 1.23 eV.36 It is well-
known that the particle size, and chemical and physical prop-
erties are changed by changing the energy gap (Eg) of photo-
catalysts. During water splitting along with hydrogen generation,
oxygen is not always generated due to the existence of sacricial
reagents. The sacricial reagents consume the holes (h+) present
at the surfaces of the photocatalysts. Due to the irradiation of
© 2023 The Author(s). Published by the Royal Society of Chemistry
sunlight, electrons are excited and moved to the conduction
band (CB) of photocatalysts. Due to its higher work function, Au
metal has the ability to quench these electrons and utilize them
for the reduction of aqueous H+.49 The hydrogen atoms start to
generate H2 molecules when they combine with each other.
Moreover, gold metal centres cause the developments of a junc-
tion between Zn3V2O8 and the cocatalysts, which prevents the
recombination of electrons with holes at the reaction surfaces.
The other advantage of gold metal is that it causes a surface
Nanoscale Adv., 2023, 5, 3233–3246 | 3241
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Fig. 8 Illustration of SPR electron transfer for photocatalytic H2

evolution.
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plasmon impact during the photoreaction. Due to the inherent
surface plasmon characteristics of gold, the rate of the water
reduction reaction is signicantly enhanced.50 Under sunlight
irradiation, electrons from the Au metal get induced by surface
plasmon resonance (SPR), as shown in Fig. 8, and provide
a Schottky junction at the point of contact between the metal and
semiconductor.51,52 During the photoreaction, the Fermi level
(EF) of Zn3V2O8 is raised up due to the movement of the Schottky
barrier electrons at the surfaces. It has been reported that, due to
reinforcement of the Fermi energies, electron transfer to the
conduction band level becomes more feasible and from where
they get utilized for water reduction.53 When excited electrons
arrive at the conduction band, then the Fermi energy level (EF) is
reinforced and is then known as the excited energy Fermi level
ðE*

FÞ.54,55 Due to the new Fermi energy levels, the energy of
conduction band also increases and new excited conduction
bands (CB*) are formed. These excited conduction bands lie
below the vacuum level (Evac) of the semiconductors, resulting in
higher activities.
Recyclability

It is important for catalysts that they can be reused and recycled
aer photocatalytic reactions, which is directly associated with
their stabilities.56 Au@Zn3V2O8 was found to be a stable catalyst
that can be reused for the production of hydrogen from the
photocatalytic water splitting reaction. Once the photocatalytic
splitting of water was completed, the Au@Zn3V2O8 photo-
catalysts did not degrade and they were collected for another
reaction. A diagram presenting the recyclability tests carried out
for Au@Zn3V2O8 is included in the ESI (see Table S4 and
Fig. S2†). Aer each photocatalytic reaction, the photocatalysts
were recovered by centrifugation and washed with distilled
water and dried in an oven at 90 °C for 3 h before reuse. Only
a minor decrease in the hydrogen-generation yield was found,
attributed due to the loss of photocatalysts during drying and
washing.
3242 | Nanoscale Adv., 2023, 5, 3233–3246
Factors affecting the activity of the photocatalysts for
hydrogen production

Several factors inuence the activity of photocatalysts for
hydrogen generation, namely the band gap, intensity of light,
surface area, pH, temperature, and sacricial agents. In this
study, the following describes the factors that were evaluated for
assessing the photocatalyst performance.
Band gap

The difference in energy between the energies of the valence
band and conduction band of a semiconductor is regarded as
the band gap. Hydrogen gas is produced by the reduction of H+

on the active sites of the catalysts. For water splitting, the
valence band potential of photocatalysts should be more posi-
tive than the oxidation potential of O2/H2O while the conduc-
tion band potential should be more negative than the reduction
potential of H2O/H2. Catalysts with a band gap of 3.2 eV or more
can split water only in the presence of UV irradiation, but in
visible light they are not effective for hydrogen evolution. To
enhance the activity in visible light, metal loading/doping is
mandatory to reduce the band gap, which can make a catalyst
more effective at producing hydrogen under visible irradiation.
To reduce the band gap of Zn3V2O8, Au metals were loaded on it
to change the band gap to 2.9 eV, which is a more suitable band
gap for the evolution of hydrogen in the presence of visible
irradiation. Thus, Au-loaded Zn3V2O8 produced more hydrogen
compared to the bare Zn3V2O8 due to the difference in band gap
energy. For the band gaps, see Fig. 6(b).
Intensity of light

The photoreaction for the generation of hydrogen was carried
out in the presence of sunlight. The photocatalysts activity
increased with the increase in light intensity. The intensity of
sunlight above the surface of the earth is approximately 1380 W
m−2. In the morning (i.e. 7:00 to 10:00 am), the rate of hydrogen
evolution was low due to the low activation of photocatalysts
with the low intensity of light penetration to the surfaces of
catalysts; whereas aer 10:00 am, the hydrogen-evolution rate
increased due to the higher intensity of light directly hitting the
photocatalysts. Then, aer 4:00 pm the activity of the catalysts
decreased due to the low light intensity as the sun set. It was
observed that, at evening time, the photocatalysts again became
less active for hydrogen evolution. Several runs were performed
to examine the effect of the intensity of sunlight irradiation to
monitor the variation of photocatalytic activity. It was found
that, as the intensity of light increased, the hydrogen-evolution
rate also increased, as shown in Fig. 9(a). A maximum
7.02 mmol g−1 hydrogen evolution was recorded under sunlight
irradiation with an intensity of 520 W m−2.
Concentration

The concentration of the photocatalysts was found to be another
factor that can affect the activity of the photocatalysts. As the
concentration of photocatalyst increased, its exposure to the
sunlight also increased and more electrons were produced,
© 2023 The Author(s). Published by the Royal Society of Chemistry
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Fig. 9 Effects of (a) intensity, (b) concentration, (c) pH, and (d) temperature on photocatalytic H2 generation.
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resulting in higher hydrogen evolution. When increasing the
photocatalyst concentration to higher than the optimized
amount, the activity of the photocatalysts decreased due to
decreasing the exposure/penetration of light to the catalysts. At
higher concentration of photocatalyst, the particles agglomerate
and block the sunlight irradiation. A 5 mg dose of photocatalyst
gave the optimum yield of hydrogen, which was 7.05 mmol g−1.
When using 10 mg dose of photocatalysts, only 9.02 mmol g−1

hydrogen was recorded. See the results in Fig. 9(b).
pH

Hydrogen evolution also depends on the concentration of
protons (H+), which refers to the pH of the solution.57,58 These
protons are reduced by accepting the electrons that are gener-
ated by photocatalysts to effect the conversion into hydrogen
gas.59 The hydrogen-evolution rates in acidic and basic media
are different, and the maximum hydrogen was produced in
a weak basic medium at pH 10.60 Photocatalytic reactions were
thus carried out at pH 10 and generated a maximum hydrogen
evolution of 7.03 mmol g−1, as shown in Fig. 9(c). In this work, it
was found that at high and low pH, the hydrogen-evolution rate
© 2023 The Author(s). Published by the Royal Society of Chemistry
decreased, generally because in highly acidic and basic reaction
media, the stability of a photocatalyst is affected and it is
reduced.61 And as a result, the activity of the photocatalysts for
hydrogen production is retarded. The optimum conditions for
a high rate of hydrogen evolution were recorded with an
aqueous medium at pH 10.
Temperature

Temperature does not have signicant effect on the activity of
photocatalysts and it cannot induce electrons thermodynami-
cally to promote the generation of hydrogen. However, it affects
the desorption of reactive products at the surfaces of the pho-
tocatalysts.62 Due to this higher desorption, the activity of
photocatalysts for hydrogen generation can be signicantly
increased.63 At high temperature, the desorption process speeds
up, so more hydrogen can be produced at reaction sites,
whereas at low temperature, the desorption process slows down
and products accumulate on the surface of photocatalysts.
Although, a high temperatures increases the rate of transfer of
electrons from the valence band to the conduction band of
a semiconductor and facilitates electron–hole formation,64 at
Nanoscale Adv., 2023, 5, 3233–3246 | 3243
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the same time, it can enhance the vapour pressure, which can
affect the efficiency of the photoreactions.65 The optimum
temperature for the evolution of hydrogen was found to be
about 60 °C.66 At 60 °C, the hydrogen-evolution rate was
7.02 mmol g−1, as shown in Fig. 9(d). It has been reported that
at high temperature, the stability and phase morphology of the
catalysts may altered.67,68 Photocatalysts prepared without
calcination produced less hydrogen compared to the catalysts
that were calcined during their preparation. The photocatalysts
prepared at different calcination temperatures had different
sizes and structures.52
Role of the sacricial reagent

Photocatalysts used for water splitting to produce hydrogen at
large scale have several problems, one being the recombination
of holes and electrons produced by photocatalytic reactions.69,70

To avoid the recombination of electrons, sacricial reagents can
be used to consume the holes produced during photoreactions
at the valence band of photocatalysts.71 Electrons absorb energy
and excite towards the conduction band of the catalysts and are
there utilized for the generation of hydrogen as a result of water
reduction. Holes created in the valence band are absorbed by
the sacricial reagent and converted into oxidized products. To
absorb one type of charge carrier at a high rate as compared to
other types, the following reagents could be preferably utilized:
Ag+, Fe3+, and Ce4+ for the oxidation of water by accepting
electrons to enhance the production of oxygen gas.72 Ethanol,
methanol, lactic acid, tri ethanol amine, cyanide, EDTA,
Na2SO3, and Na2S can be used as electron donors to consume
holes and produce hydrogen gas from the reduction of water.
Ethanol and methanol are good sacricial reagents. In this
research work, 5% ethanol was used as a sacricial agent,
because it was comparatively cheaper than the other options.
The other reason was that alcohols can be easily obtained from
renewable sources. Ethanol consumes holes on the catalysts
surfaces for generating oxidized products.73 The concentration
of sacricial reagent used for the scavenging of electrons also
affects the hydrogen production. Here, 5% ethanol as a sacri-
cial reagent was found to be the optimized amount. As we
increased the ethanol concentration up to 25%, the rate of
hydrogen production lightly increased. When increasing the
concentration of sacricial reagent too high, the surfaces of the
photocatalysts became saturated and impeded the activity.
Conclusions

In general, zinc vanadate photocatalysts (Zn3V2O8) were
prepared by a co-precipitation method followed by hydro-
thermal treatment to obtain a better morphology of catalysts.
Various amounts of Au metals (overall 1.0% w/w) were depos-
ited over Zn3V2O8 support surfaces to evaluate the hydrogen-
production activities. The purity, structural morphology and
elemental composition of catalysts were conrmed by XRD and
EDX analysis. An orthorhombic crystalline structure with
a 14.90 nm crystallite size of zinc vanadate was revealed by X-ray
diffraction. The hydrogen-generation rates over various
3244 | Nanoscale Adv., 2023, 5, 3233–3246
Au@Zn3V2O8 photocatalysts were examined. Overall, 7.05 mmol
g−1 h−1 H2 generation was obtained for the most active catalysts
of the series (i.e. Au1.0@Zn3V2O8), which was ten times higher
than bare Zn3V2O8 (0.78 mmol g−1 h−1). It was found that the
hydrogen-production activity of Zn3V2O8 could be remarkably
enhanced by employing metallic Au nanoparticles. The higher
photocatalytic activities were attributed to the plasmonic-
induced electrons of Au generating Schottky junctions at the
point of contact between the metal and semiconductor system.
The recyclability tests revealed that the hydrogen evolution
consistently increased due to the inherent stability of the pho-
tocatalysts. Several factors, namely, method of preparation,
particle size, calcination time and morphology of the catalysts
inuence the efficiency of catalysts. By improving these factors,
efficiency of Zn3V2O8 could be enhanced for photocatalytic
applications.

Conflicts of interest

The authors declare no competing nancial interest.

Acknowledgements

This work was nically supported by Higher Education
Commission (HEC) of Pakistan, Grant No. (377/IPFP-II) (Batch-
I) (SRGP/NAHE/HEC/2020/27) Islamabad. Synthesis work was
conducted in Institute of Chemistry, The Islamia University of
Bahawalpur Inorganic Material Laboratory (52S). H2 production
experiments were facilitated by Qingdao University of Science
and Technology of China. Dr Ejaz Hussain acknowledges the
Lahore University of Management Sciences (LUMS) to facilitate
for characterizations.

References

1 N. Mughal, A. Arif, V. Jain, S. Chupradit, M. S. Shabbir,
C. S. Ramos-Meza and R. Zhanbayev, Energy Strategy Rev.,
2022, 39, 100745.

2 A. Nada, M. Barakat, H. Hamed, N. Mohamed and
T. Veziroglu, Int. J. Hydrogen Energy, 2005, 30, 687–691.

3 X. Meng, S. Wang, C. Zhang, C. Dong, R. Li, B. Li, Q. Wang
and Y. Ding, ACS Catal., 2022, 12, 10115–10126.

4 P. Dhiman, G. Rana, A. Kumar, G. Sharma, D.-V. N. Vo and
M. Naushad, Environ. Chem. Lett., 2022, 1–35.

5 Q. Yang, T. Wang, F. Han, Z. Zheng, B. Xing and B. Li, J.
Alloys Compd., 2022, 897, 163177.

6 Z. Li, M. Huang, Y. Li, Z. Ai, K. Zhang, X. Yao, Z. Kong,
Y. Shao, Y. Wu and X. Hao, Adv. Mater. Interfaces, 2022, 9,
2200066.

7 X. Xiong, Y. Jin, H. Wang, P. He, X. Xiang, P. Hu, K. Liu,
Q. Wei and B. Wang, Mater. Chem. Phys., 2022, 281, 125824.

8 X. Guan, S. Zong, L. Tian and M. Liu, Mater. Today Chem.,
2022, 26, 101018.

9 M. Imran, A. B. Yousaf, M. Farooq and P. Kasak, Int. J.
Hydrogen Energy, 2022, 47, 8327–8337.

10 K. Nakata and A. Fujishima, J. Photochem. Photobiol., C, 2012,
13, 169–189.
© 2023 The Author(s). Published by the Royal Society of Chemistry

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d3na00148b


Paper Nanoscale Advances

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

1 
A

pr
il 

20
23

. D
ow

nl
oa

de
d 

on
 1

/1
9/

20
26

 3
:2

6:
50

 P
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n 

3.
0 

U
np

or
te

d 
L

ic
en

ce
.

View Article Online
11 Z. Abid, K. Raq, A. Rauf, S. S. A. Shah, R. Jin and E. Hussain,
Nanoscale Adv., 2023, DOI: 10.1039/d3na00048f.

12 H. Zhang and Y. Zhu, J. Phys. Chem. C, 2010, 114, 5822–5826.
13 Q. Wang, Z. Fang, W. Zhang and D. Zhang, Adv. Fiber Mater.,

2022, 1–19.
14 U. Rajaji, M. Govindasamy, R. Sha, R. A. Alshgari, R.-S. Juang

and T.-Y. Liu, Composites, Part B, 2022, 242, 110017.
15 K. Tian, L. Wu, T. Han, L. Gao, P. Wang, H. Chai and J. Jin, J.

Alloys Compd., 2022, 923, 166352.
16 F. A. Alharthi, A. S. Ababtain, H. K. Aldubeikl, H. S. Alanazi

and I. Hasan, Catalysts, 2023, 13, 455.
17 R. Muthukumar, G. Balaji and S. Vadivel, Colloids Surf., A,

2022, 655, 130183.
18 G. Bera, A. Mishra, P. Mal, A. Sankarakumar, P. Sen,

A. Gangan, B. Chakraborty, V. Reddy, P. Das and G. Turpu,
J. Phys. Chem. C, 2018, 122, 21140–21150.

19 S. Sharma, P. Choudhary and N. Kondal,Mater. Today: Proc.,
2023, DOI: 10.1016/j.matpr.2023.02.181.

20 K. Khallouk, A. Solhy, A. Kherbeche, E. Dubreucq, L. Kouisni
and A. Barakat, ACS Omega, 2019, 5, 304–316.

21 J. Luo, J. Chen, X. Chen, X. Ning, L. Zhan and X. Zhou, J.
Colloid Interface Sci., 2021, 587, 831–844.

22 B. Sambandam, V. Soundharrajan, J. Song, S. Kim, J. Jo,
D. T. Pham, S. Kim, V. Mathew and J. Kim, Chem. Eng. J.,
2017, 328, 454–463.

23 F. Mazloom, M. Masjedi-Arani and M. Salavati-Niasari, Solid
State Sci., 2017, 70, 101–109.

24 S. Rajkumar, E. Elanthamilan and J. P. Merlin, J. Alloys
Compd., 2021, 861, 157939.

25 X. Ke, J. Zhang, K. Dai, J. Lv and C. Liang, J. Alloys Compd.,
2019, 799, 113–123.

26 C. Feng, Z. P. Wu, K. W. Huang, J. Ye and H. Zhang, Adv.
Mater., 2022, 34, 2200180.

27 X. Wu, H. Zhang, S. Zuo, J. Dong, Y. Li, J. Zhang and Y. Han,
Nano-Micro Lett., 2021, 13, 136.

28 H. Zhang, P. Zhang, M. Qiu, J. Dong, Y. Zhang and X. W. Lou,
Adv. Mater., 2019, 31, 1804883.

29 H. Zhang, S. Zuo, M. Qiu, S. Wang, Y. Zhang, J. Zhang and
X. W. Lou, Sci. Adv., 2020, 6, eabb9823.

30 P. Xing, S. Wu, Y. Chen, P. Chen, X. Hu, H. Lin, L. Zhao and
Y. He, ACS Sustainable Chem. Eng., 2019, 7, 12408–12418.

31 J. Zhang, L. Yue, Z. Zeng, C. Zhao, L. Fang, X. Hu, H. Lin,
L. Zhao and Y. He, J. Colloid Interface Sci., 2023, 480–491.

32 X. Li, L. Chen, J. Wang, J. Zhang, C. Zhao, H. Lin, Y. Wu and
Y. He, J. Colloid Interface Sci., 2022, 618, 362–374.

33 S. Tasleem and M. Tahir, Int. J. Hydrogen Energy, 2020, 45,
19078–19111.

34 M. Humayun, H. Ullah, Z.-E. Cheng, A. A. Tahir, W. Luo and
C. Wang, Appl. Catal., B, 2022, 310, 121322.

35 D. Jiang, W. Zhou, X. Zhong, Y. Zhang and X. Li, ACS Appl.
Mater. Interfaces, 2014, 6, 10958–10962.

36 E. Hussain, I. Majeed, M. A. Nadeem, A. Badshah, Y. Chen,
M. A. Nadeem and R. Jin, J. Phys. Chem. C, 2016, 120,
17205–17213.

37 R. Tang, Y. Li, N. Li, D. Han, H. Li, Y. Zhao, C. Gao, P. Zhu
and X. Wang, J. Phys. Chem. C, 2014, 118, 10560–10566.
© 2023 The Author(s). Published by the Royal Society of Chemistry
38 C. Bie, J. Pei, J. Wang, K. Hua, D. Chen and G. Chen,
Electrochim. Acta, 2017, 248, 140–149.

39 S. E. Arasi, P. Devendran, R. Ranjithkumar, S. Arunpandiyan
and A. Arivarasan, Mater. Sci. Semicond. Process., 2020, 106,
104785.

40 G. Yao, N. Zhang, Y. Zhang and T. Zhou, J. Nanopart. Res.,
2021, 23, 57.

41 S. Vijayakumar, S.-H. Lee and K.-S. Ryu, RSC Adv., 2015, 5,
91822–91828.

42 S. A. Mahapure, V. H. Rane, J. D. Ambekar, L. K. Nikam,
R. Marimuthu, M. V. Kulkarni and B. B. Kale, Mater. Res.
Bull., 2011, 46, 635–638.

43 X. Wang, S. Shen, Z. Feng and C. Li, Chin. J. Catal., 2016, 37,
2059–2068.

44 W. Peng, G. Cong, S. Qu and Z. Wang, Opt. Mater., 2006, 29,
313–317.

45 J. Luo, X. Ning, L. Zhan and X. Zhou, Sep. Purif. Technol.,
2021, 255, 117691.

46 P. Munnik, P. E. De Jongh and K. P. De Jong, Chem. Rev.,
2015, 115, 6687–6718.

47 J. Nie, J. Schneider, F. Sieland, L. Zhou, S. Xia and
D. W. Bahnemann, RSC Adv., 2018, 8, 25881–25887.

48 D. Y. Leung, X. Fu, C.Wang, M. Ni, M. K. Leung, X. Wang and
X. Fu, ChemSusChem, 2010, 3, 681–694.

49 E. Hussain, I. Majeed, M. A. Nadeem, A. Iqbal, Y. Chen,
M. Choucair, R. Jin and M. A. Nadeem, J. Environ. Chem.
Eng., 2019, 7, 102729.

50 Y. Zhang, S. He, W. Guo, Y. Hu, J. Huang, J. R. Mulcahy and
W. D. Wei, Chem. Rev., 2017, 118, 2927–2954.

51 M. Tu, T. Sun and K. Grattan, Sens. Actuators, B, 2012, 164,
43–53.

52 A. Ilyas, K. Raq, M. Z. Abid, A. Rauf and E. Hussain, RSC
Adv., 2023, 13, 2379–2391.

53 J. O. Olowoyo, M. Kumar, S. L. Jain, J. O. Babalola,
A. V. Vorontsov and U. Kumar, J. Phys. Chem. C, 2018, 123,
367–378.

54 M. S. Prevot, X. A. Jeanbourquin, W. S. Bouree, F. Abdi,
D. Friedrich, R. Van De Krol, N. Guijarro, F. Le Formal and
K. Sivula, Chem. Mater., 2017, 29, 4952–4962.

55 J. Ng, S. Xu, X. Zhang, H. Y. Yang and D. D. Sun, Adv. Funct.
Mater., 2010, 20, 4287–4294.

56 R. Li, A. Zhou, Q. Lu, C. Yang and J. Zhang, Colloids Surf., A,
2013, 436, 270–278.

57 M. Park, K. Sunwoo, Y.-J. Kim, M. Won, Y. Xu, J. Kim, Z. Pu,
M. Li, J. Y. Kim and J. H. Seo, J. Am. Chem. Soc., 2023, 4647–
4658.

58 Y. Quan, G. Wang, C. Chang and Z. Jin, Nanoscale, 2023,
1186–1199.

59 F. Niu, J. Zhu, Y. Ding, L. Tao and J. Jin, Catal. Sci. Technol.,
2023, 1640–1649.

60 W. Yu, Z. Chen, Y. Fu, W. Xiao, B. Dong, Y. Chai, Z. Wu and
L. Wang, Adv. Funct. Mater., 2023, 33, 2210855.

61 U. Quyyum, K. Raq, Z. Abid, F. Ahmad, A. Rauf and
E. Hussain, Environ. Sci.: Water Res. Technol., 2023, 1147–
1160.

62 H.-Y. Xu, S.-Q. Zhang, Y.-F. Wang, Y. Xu, L.-M. Dong and
S. Komarneni, Appl. Surf. Sci., 2023, 614, 156225.
Nanoscale Adv., 2023, 5, 3233–3246 | 3245

https://doi.org/10.1039/d3na00048f
https://doi.org/10.1016/j.matpr.2023.02.181
http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d3na00148b


Nanoscale Advances Paper

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

1 
A

pr
il 

20
23

. D
ow

nl
oa

de
d 

on
 1

/1
9/

20
26

 3
:2

6:
50

 P
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n 

3.
0 

U
np

or
te

d 
L

ic
en

ce
.

View Article Online
63 Y. Tao, S. Zhang, G. Chen, Z. Wang, X. Zheng, S. Meng,
C. Ruan and S. Chen, Int. J. Hydrogen Energy, 2023, 13109–
13122.

64 B. N. R. Winayu, W.-C. Weng and H. Chu, J. Photochem.
Photobiol., A, 2023, 114613.

65 S. Mozia, R. Rajakumaran, K. Szymański and M. Gryta, J.
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