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Laser fluence thresholds of ultrafast excitation of vapor bubbles around gold nanoparticles are determined
experimentally. An optical scattering technique of limited minimum bubble size resolution is employed and
analyzed for that purpose. Measurements were performed for spherical gold nanoparticles of varying sizes
(40-200 nm) and for laser pulses of varying pulse width (55 fs to 4.3 ps) to estimate the limits where the
evaluated thresholds are attributed to either plasma-mediated or photothermal cavitation. Furthermore,
thresholds were obtained by double 55 fs pulsed excitation (varying delay 0.0-4.3 ps), providing insights into
the dynamics of the excited plasma. A relationship is established between particle properties, (size, near-field
amplification factor, and absorption efficiency) and the crossover pulse width of the transition from plasma-
mediated to photothermal cavitation. Further, by comparing theory and experiments, we examine the
approximative optical breakdown density of ~1072! cm™ at a distance of 1-2 nm from the particle surface as
a criterion of plasma-mediated cavitation around gold nanoparticles in analogy to the spinodal criterion for
photothermal cavitation. For a given pulse width, the breakdown density appears to be nearly size-

independent, establishing the aforesaid criterion applicable. However, a small pulse width dependence of the
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Accepted 20th October 2023 breakdown density is still observed. Based on these criteria, a comparison is further provided between

theoretical thresholds of cavitation and the ones of detectable bubbles. An increasing discrepancy is observed
between them with decreasing size for the case of photothermal cavitation. For plasma-mediated cavitation,
the latter discrepancy is seemingly smaller, presumably due to the highly nonlinear nature of the process.
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bubbles induced by absorption and heating of gold nanoparticles
is therefore of critical importance to applications, which in turn

Introduction

Recent interest has developed in the excitation of localized plasma
in water adjacent to gold nanoparticles by high-intensity laser
radiation."” A straightforward relation has been established with
(among other applications) the ultrafast laser-induced breakdown
nano-surgery of cellular media,**° with implications of performing
highly localized incisions on cells." The idea involves non-
resonant and ultrafast interaction between the laser field and the
excited plasmon mode of a gold nanoparticle.” Thus, even though
energy is not efficiently stored in the plasmon mode itself, high-
contrast localized nonlinear ionization is achieved in the
aqueous medium near the particle because of broadband
plasmon-induced near-field amplification. A distinction between
this type of plasma-mediated bubbles and the photo-thermal
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requires a clear determination of their respective threshold laser
fluences.

In the case of photothermal vapor bubbles the fluence thresh-
olds have been determined over the years by various experimental
techniques™™ and compared with theoretical simulations."*>°
Experimentally, the reported thresholds are governed by the limits
of detection of various employed techniques: the most sensitive
hitherto being the X-ray scattering™?* and the transient extinction
pump-probe* techniques, with reported minimum detected
bubble diameters of ~10 nm"?* and ~40 mn," respectively. An
optical scattering technique, as reported by Lapotko,* allowed the
detection of bubbles with a minimum lifetime of ~15 ns (implying
a minimum bubble diameter of ~160 nm, accounting for the
Rayleigh-Plesset relationship © = 0.092d,,,). From a theoretical
point of view, Lombard et al,'® by comparison of experimental
thresholds**** with calculations based on a free energy hydrody-
namic model and a simplified thermal model, have recently
proposed the following bubbling criterion: laser-induced photo-
thermal bubbles around a spherical gold nanoparticle are excited
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as long as the spinodal temperature of water is crossed at
a distance between 1-2 nm (for nanoparticles of sizes 5-200 nm).

For plasma-mediated nano-cavitation, a theoretical model
has been recently developed*® based on data obtained by
a shadowgraphic imaging technique* and an optical scattering
technique.” Notably, the shadowgraphic imaging technique
allows for minimum detectable bubble diameters of ~0.8-1.0
pum. Theoretical investigations® were accordingly based on the
threshold fluence of detectable vapor bubbles. It was shown
that the total energy density deposited around a thin layer of
water around a single gold nanoparticle determines the
threshold fluence of cavitation, independent of the channel of
energy deposition, i.e., by thermal conduction at the particle
interface or by plasma relaxation.

The foregoing discussion raises several questions related to
the plasma-mediated nano-cavitation thresholds around gold
nanoparticles. To begin with, can the detection sensitivity of the
employed techniques be improved? Of particular interest is the
optical scattering technique owing to its simplicity and practi-
cality over the more sensitive, yet complex, pump-probe spec-
troscopy or X-ray scattering techniques. Indeed, the optical
scattering technique can potentially reach higher detection
resolution compared to shadow graphic imaging, however, the
development of a systematic formalism is required: for
instance, the probability detection threshold has been deter-
mined by the 50% probability,>**” which varies with particle
concentration. In addition, the spinodal bubbling criterion
proposed by Lombard et al.*® to predict photothermal bubbles,
raises the question of whether an analogous criterion can be
employed for the case of plasma-mediated bubbles (i.e., the
approximative optical breakdown density of ~107>" em™> is
reached at a thin layer of 1-2 nm from the particle surface).
Such criterion would be particularly useful for practical appli-
cations to predict either photothermal or plasma-mediated
cavitation at favored laser fluence. Finally, it would be critical
to examine the influence of plasma dynamics within the fs to ps
range at the cavitation threshold, especially for decreasing
particle sizes (<80 nm), where electron diffusion is predicted to
affect substantially plasma localization.

In this work, we provide an analysis of the optical scattering
technique for nanobubble detection around gold nanoparticles.
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Our analysis allows systematic determination of the fluence
threshold of nanobubbles of a specific size (~400-500 nm)
determined by the detection limit of the apparatus, i.e., higher
than the very fluence thresholds of cavitation. Accordingly, we
experimentally measure the threshold fluence of detectable
vapor bubbles around gold nanoparticles of varying sizes (40—
200 nm) excited by varying ultrafast laser pulse widths (55 fs to
4.3 ps). The aforesaid threshold fluence is further determined
by double 55 fs pulses of varying delays (0-4 ps) to investigate
the influence of plasma relaxation in the process. Based on all
experimental observations we employ simplified numerical
models to evaluate the involved processes at the cavitation
thresholds (photothermal or plasma-mediated). We finally aim
to examine whether a bubbling criterion can be determined in
the case of plasma-mediated cavitation, in analogy to the spi-
nodal criterion proposed by Lombard et al.*® for the case of
photothermal nanobubbles. That will allow us to provide
a discussion on observed discrepancies between the thresholds
for detectable bubbles by the optical scattering technique and
theoretical thresholds.

Methods

The technique used in this work has been previously employed
for the detection of nanobubbles.*>**'>>25-7 A schematic of the
experimental setup is shown in Fig. 1. A femtosecond laser
amplifier generates pulses of ~70 fs (FWHM) with a central
wavelength of 800 nm, bandwidth of ~25 nm, and energy of
~3.4 mJ. At the optimum compressor configuration of the laser
system, the pulses were found to possess reminiscent disper-
sion (evaluated by a second harmonic generation FROG tech-
nique). The pulse energy was controlled by a combination of
a half-waveplate and a polarizer. The nominal ~10 mm 1/e?
beam diameter at the output of the amplifier was subsequently
“cleaned” by a combination of two irises. The first iris was set at
an aperture diameter of ~1.8 mm, and the second iris was
positioned ~100 cm apart, partially open so that high-order
diffraction is filtered out. The transmitted Airy spot was
magnified to a 1/e* radius ~1.15 mm by a telescope to fill the
entrance window of an acousto-optic programmable dispersive
filter (AOPDF, Dazzler, Fastlite). The latter was employed for
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Fig. 1 Graphical representation of the experimental setup (see text for details).

6888 | Nanoscale Adv, 2023, 5, 6887-6896

© 2023 The Author(s). Published by the Royal Society of Chemistry


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d3na00743j

Open Access Article. Published on 20 October 2023. Downloaded on 3/17/2026 12:48:22 AM.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

Paper

pulse dispersion control, pulse measurements, pulse stretch-
ing, and double pulse generation. A flip mirror was positioned
at the output of the AOPDF to send the pulses for temporal
characterization. The estimated reminiscent dispersion at the
output of the amplifier (as determined by FROG measure-
ments), was introduced in the AOPDF and thus was compen-
sated. As a result, the pulses were further compressed down to
a minimum of ~55 fs. Second-order dispersion was then
introduced by the AOPDF to stretch the pulses up to ~4.3 ps, as
measured by scanning intensity autocorrelation. When the flip
mirror was cleared out, the beam was sent to the far field to a 3 x
magnifying reflective telescope, allowing better focusing into
the samples. The beam was sampled toward an energy detector
and then combined with a CW He-Ne laser source (used as
a probe beam), of which the 1/e* radius has been expanded to
~5.9 mm. The two beams were focused collinearly by a 0.17 NA
microscope objective and characterized near the focus by
a knife-edge technique (pump beam focal 1/e* radius ~7.3 pm
and Rayleigh length ~110 pum, probe beam focal 1/e* radius
~3.3 um and Rayleigh length ~20 um (ESI, Fig. S1at)). A 10 mm
thick quartz optical cuvette was used to hold the samples. For
all experiments, the cuvette entrance was placed ~1 mm in
front of the focus, to minimize absorptive losses. A second
microscope objective collected the transmitted light and
imaged it through a ~10 um pinhole. The pump beam was
finally filtered out, while the probe signal was collected by a 2
GHz (SV2-FC, Thorlabs) photodiode and was fed to an oscillo-
scope. The repetition rate of the laser system was set to 50 Hz.
The power-dependent signal collection was automatized
around the detectable cavitation thresholds. At each input laser
energy (fluence), 20 scope signals were collected and subse-
quently normalized to the background noise. A moving average
and a lowpass filter at 5 MHz removed the noise. The detection
probability was finally calculated by registering signals that
were equal to five times the noise standard deviation. Bubble
signals of minimum lifetimes as low as ~40-50 ns were recor-
ded by the system. Thus, we estimate detectable laser-induced
bubbles of minimum size ~0.4-0.5 pm when the nanoparticle
was subjected at a fluence superior to a threshold value within
the imaged volume of the probe beam.

As for the examined samples, aqueous colloidal solutions of
Au nanoparticles were purchased from NanoComposix and
NanoPartz. Bare (citrate) spherical gold nanoparticles (AuNP) of
40, 60, 80, and 100 nm (NanoXact, NanoComposix), 150 and
200 nm (NanoPartz) diameter and gold nano-shells (AuNS) with
PEG ligand (5 kDa), ~80 nm inner silica diameter, ~20 nm gold
shell thickness, ~120 nm outer diameter and surface plasmon
resonance (SPR) peak ~660 nm (NanoXact, NanoComposix)
were selected for our studies. The solution concentrations were
adjusted by diluting the chosen portion of stock colloidal
solution (of determined nominal concentration) with distilled
water.

A statistical relation between the detection probability of
a bubble and the detection effective volume can be formulated
by defining the parameters: imaged effective volume Vi, the
volume of a single nanoparticle v,, and the concentration c.
Following other approaches, which have been employed for the

© 2023 The Author(s). Published by the Royal Society of Chemistry
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laser-induced breakdown spectroscopy technique,”®*** we define
the single trial probability of success p = cv,;, of detecting k
bubbles around X nanoparticles for a given number n = Vig/
vnp Of possible displacements within the volume Vig. The
binomial mass function of the detection probability then

reads:***

PI'[X = k] = <Z> (CVnp )/‘(1 — Cap )n—k

In our configuration, it holds typically v,, < Vie Thus, since the
single trial probability p — 0 while n — o, we can invoke the
Poisson mass function Pr[X = k] = e “u*/k! where the variable u
= (Vi expresses the mean number of bubbles detected within
the volume of interest. Finally, the cumulative distribution
function of having at least one bubble excited within the volume
of interest reads:*

PriX=1]=1-PrlX=0]=1—¢*" (1)

It remains to determine the dependency of the cumulative
probability function on the input laser fluence. The laser flu-
ence distribution of the pump beam is assumed Gaussian so

that F(r, z)=f

2 2
wuZ}(Ez) exp( -2 wz—(z)) where fdenotes the peak

fluence, w(z) is the 1/e*> beam radius and w, the minimum
radius at the focus, connected by the relation
w(z) = wo+/1 + 22/zg%, with zz denoting the Rayleigh length.
Thus, we can express the effective volume of the pump laser
Ver(f)y as a  function of peak fluence f Dby

4
Vet (f) = gnrcz(f)zR,c(f), where r.(f) and zp.(f) define the

transverse and longitudinal distances of the ellipsoid where F(r,
z) = f. Consequently, everywhere within the enclosed volume
Veri(f > Fy), the peak fluence fsurpasses the threshold fluence F,.
Following,”?* r.(f) and zg .(f) can be related to F, by setting F(r =
Te, 0), F(0, zr = 2r ), respectively, so that we can finally express
the effective volume as:

Veff(f) = %ln ({T,l) %— 1

4 2
where Vpump = 7wy zr. The values w, and zz have been
determined experimentally within the paraxial Gaussian beam
propagation relations.

The effective volume has been expressed by considering how
the peak fluence of the pump beam increases. Nonetheless, the
signal related to cavitation detection originates from a volume
related to the depth of focus of the probe beam, defined as

4 .
Vprobe = gnwoyprobezz&pmbe (ESI, Fig. S1bt). In fact, Veg(f =

1.1F) = Vprobe, Which shows that for f> 1.1F; bubbles will be
excited outside the volume Vj,gpe. Since pump and probe beam
fluence profiles share the same functional form, we can assume
that the probe beam images a portion ~Vpohe/Vpump Of the
effective volume V.q(f). Thus, the imaged effective volume

Vegr can approximately be expressed by
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Based on the described probability formalism, nanoparticle
solutions of varying concentrations were tested. The fluence
threshold was determined for AuNP samples by varying their
concentration. The cumulative probability function was fitted
on the retrieved data set for the corresponding u values, as
defined by the applied concentration values and their absolute
uncertainties. A nonlinear least squares method was employed
(by use of the curve fitting toolbox of MATLAB) to fit eqn (1) and
(2) on the retrieved data with the threshold fluence as the fitting
coefficient for a known concentration. The process yields the
threshold fluence value with its 95% confidence bounds. To
determine the absolute uncertainties of the determined
threshold fluence, the following methodology was applied: first,
the upper bound of concentration (determined by the absolute
uncertainty) was applied to the fitting of eqn (1) and (2) to
measured data. The upper 95% confidence bound of the fitting
coefficient (fluence threshold) then defined the upper absolute
uncertainty of the fluence threshold measurement. Subse-
quently, the process was repeated for the lower bounds.

In Fig. 2, detection probability measurements of various
samples are shown. For each sample, the determined threshold
fluences were averaged and used as inputs for estimating the
probability dependence on particle concentration at an excita-
tion fluence. The absolute probability uncertainties were esti-
mated by the mean square error of eqn (1) and (2) fits. A good
agreement is observed between the proposed model and the
experimental measurements for various conditions.

The uncertainty in the calculation of the fluence thresholds
includes further the absolute uncertainty of laser power

View Article Online
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variation. Larger dispersion values or pulse delays introduced in
the acousto-optic programmable dispersive filter resulted typi-
cally in higher shot-to-shot laser power fluctuations. Moreover,
it becomes evident that the 50% probability varies significantly
as a function of concentration among samples, yet such
parameters as the pulse width and particle size/type uniquely
correspond to a threshold fluence value.

Results

Fig. 3a shows the particle size and pulse width dependence of the
fluence thresholds determined experimentally. Qualitatively, the
behavior agrees with the dependency of demonstrated data in ref.
23. The overall minimum fluence threshold is obtained for
spherical particles of ~150 nm diameter for any given pulse width.
Particularly for the shortest pulses (¢, = 55 fs), this effect can be
associated with the squared field amplification N> dependency on
the pump wavelength 800 nm as a function of particle size (Table
1), which in turn implies plasma-mediated cavitation (shown
experimentally in our previous work®). The field amplification is
defined as N = E;/E;,, where E; denotes the local amplified field
near the particle and E;, the input field of the laser light. Indeed,
since Iy, « |Eiy|?, by assuming a critical local intensity for a plasma-
mediated cavitation process as I, « |E,|*, then I, = N°Ly, & N°Fy/t,.
Therefore, it is estimated that the minimum measured threshold
fluence is obtained for the particle of maximum N (i.e., for 150 nm
particles). Further, for ¢, = 55 fs, the fluence threshold for any
given particle can be related to the minimum fluence threshold by
a factor Ny, >/N” with a satisfactory agreement (ESI, Section S2ct),
which corroborates the hypothesis for plasma-mediated cavitation
at this pulse width. In addition, calculations based on a thermal
model alone cannot explain a photothermal cavitation process in
that case (ESI, Section S2cf). Notably, the relation of fluence
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Fig. 2 Top panels: Detection probability curves obtained experimentally for a specific nanoparticle sample/irradiation regime, at varying
concentrations. Circles indicate experimental measurements and lines, fitting curves based on egn (1) and (2). The examined concentrations in
each figure (shown in 10° ml™Y) correspond to the ones indicated in the figures on the bottom panel. As the concentration becomes smaller, the
fluence that corresponds to a 50% detection probability increases. Bottom panels: Detection probability as a function of particle concentration is
plotted for the experimental data, which demonstrates a good agreement with the proposed model of egn (1) (shown with solid black lines).
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Fig. 3 (a) Size-dependent, experimentally evaluated fluence thresholds of detectable cavitation bubbles of spherical AuNPs (left) and the ones of

AuNS (right) for all applied laser pulse widths. (b) Results of double 55 fs pulse experiments as a function of pulse delay. All fluence thresholds have
been normalized to the one acquired under single 55 fs pulse excitation.

Table 1 Calculations performed based on Mie theory to determine the squared near-field amplification N? at 800 nm (at the surface of the
particle, where it becomes maximum, and at a radial distance r = 1.5 nm away from it), the characteristic diffusion length 4 for the examined
nanostructures, (taken as the distance at which N is reduced by one half of its maximum value), the absorption cross-section a,s and the

volumetric absorption oaps/Vinp

N? (r = 0 nm), N? (r = 1.5 nm), Gabs [NM?], Tabs/Vap [107* nm ™),
Sample (A =800 nm) (A =800 nm) A [nm] (A =800 nm) (A =800 nm)
AuNP 40 nm 13.47 10.04 9.7 22.8 6.8
AuNP 60 nm 14.98 12.18 14 89 7.8
AuNP 80 nm 17.22 14.75 19 248 9.3
AuNP 100 nm 20.25 17.81 22.6 577 11
AuNP 150 nm* 26.73 24.2 32 2560 15
AuNP 200 nm* 19.54 18.15 43 3980 9.5
AuNS? 34.81 31.02 26.3 3470 38

“ Because of pronounced electromagnetic retardation, the N was calculated axially from the center of the particle at an angle (instead of parallel) to
the laser polarization. ” The influence of PEG was considered by setting a medium layer refractive index of 1.4, which brings the theoretical plasmon

resonance peak to one of the samples.

threshold on pulse width resembles the plasma-mediated cavita-
tion in pure water." Longer employed pulse widths require
monotonically increasing fluence so that a bubble of the same size
is detected. By increasing particle size, the relative amount of
excess energy required for bubble detection at longer pulse widths
compared to shortest ones decreases and becomes minimum for
150 nm particles. The aforementioned excess energy becomes even
smaller for the case of AuNS, for which the pulse width-dependent
fluence thresholds are also shown in Fig. 3a. In that case, the
fluence threshold is leveling off for pulse widths longer than 500 fs
around ~75-80 mJ cm 2 Accordingly, there are strong implica-
tions for photothermal bubbles at longer pulse widths while the
volumetric absorption of the particles oahs/Vip (calculated by Mie
theory) becomes considerably higher (Table 1).

A series of double (55 fs) pulse experiments were further
performed to determine the threshold fluence as a function of
the temporal delay between pulses (0.0-4.3 ps). The objective of
these experiments was to explore the influence of plasma losses
(by diffusion, recombination, or collisions) or transient effects

© 2023 The Author(s). Published by the Royal Society of Chemistry

on the ultrafast bubble cavitation process. As shown in Fig. 3b,
for all examined particles the cavitation threshold increases by
a factor of ~1.3 (uncertainty < 10%) after a pulse delay of 500 fs
and remains almost constant for increasing delays up to ~4 ps.

Based on the above observations, and in accordance with our
previous work,'>*?* for spherical Au particles, plasma-mediated
cavitation is expected for a single 55 fs pulse. Therefore, the
result of the double pulse experiment implies that the field
amplification of the particles must remain approximately constant
after the excitation by the first pulse and that the excited plasma
density is maintained in the vicinity of the particle even after ~4
ps. This suggests that plasma diffusion away from the particle
must be negligible within that timeframe, even for small nano-
particles. Furthermore, most likely electron thermalization occurs
at larger timescales so that the first pulse does not substantially
increase the temperature of the surrounding water before the
arrival of the second pulse.” The results in the case of AuNS,
exhibit similar behavior, therefore the observed bubbles are
presumably not photothermal.
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Discussion

Modeling of plasma-mediated cavitation and the importance
of relaxation processes

It is possible to calculate the time evolution of the electron
density near the poles of a nanoparticle at the measured bubble
detection fluence threshold. A critical electronic density is the
starting point of plasma-mediated cavitation around nano-
particles and its calculation is useful for the estimation of the
relative contribution of plasma-mediated versus photothermal
processes. Free electron density n at a specified location near
the poles of a nanoparticle (i.e., where field amplification
occurs) following excitation, can be estimated by the well-
known rate equation:**'*'*?%33

% + V" =Sy + S, + Sen — S’ (3)
where j* is the electron flux due to diffusion, S, expresses the
thermionic emission rate, S, stands for the photoionization
rate, S. denotes the collision ionization rate and S, is the
recombination rate. The source terms Sy, S. and S, are detailed
in the ESI,t for which the local laser intensity is taken as NI,
where N is the plasmonic near-field amplification estimated
based on Mie theory as a function of distance from the particle
surface®*?* (Table 1). The gradient of the electron density flux is
given by the expression V-j" = D.n/A? where the characteristic
diffusion length A is given in Table 1, D, = tE,/(3m,) is the
diffusion coefficient, E,, = 54/4 is the average energy of elec-
trons, 7 is the time between collisions, 4 is the effective ioni-
zation potential and m, is the electron mass.

The double pulse experiments demonstrated an excess
required fluence for cavitation, which can be attributed to either
electronic losses or transient absorption effects.*® However, as
shown by pump-probe spectroscopy,'®*” the absorption of
particles is expected to transiently (marginally) increase at the
pump wavelength (800 nm), which contradicts the observation
for excess fluence requirement. Thus, the effect is most likely
associated with electronic losses. Even though the plasma
density diminishes due to recombination or collisions, such
losses contribute to water heating following thermalization.
However, losses due to electron diffusion result in a dramatic
decrease of plasma density at a timescale of 4 ps, unless excited
electrons do not diffuse considerably away from the particle
before the arrival of the next pulse. Indeed, this can be
explained by the fact that, for increasing electronic densities,
there is a transition from free diffusion toward the regime of
ambipolar diffusion.®®*® The latter occurs when the Debye
&oEay

length Ap = on becomes much smaller than the diffusion

length, so that a space charge electric field due to the drift of
charged particles can balance closely with electron diffusion.
Effectively, the generated electrons sit within an induced elec-
tric field potential barrier and diffusion becomes negligible
within the examined timeframes. Thus, for the electron current
density term of eqn (3), advection effects due to the drift of
charged (both positively and negatively) particles need to be
considered.
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Under the assumption of isothermal plasma, the ambipolar

diffusion coefficient D, is estimated D, = 2D./ (1 + Z—_) 8
¥

where u, and p_ stand for the mobilities of positively charged
ions and electrons, respectively. When the electronic density
becomes high enough so that the Debye length A, = 4, the ion
density is about twice the one of the electrons, and the effective
diffusion coefficient D, is about twice the ambipolar diffusion
coefficient D, = 2D, =~ D./8.25 x 10°, considering that
b M 3.3 x 10%. Accordingly, the transformation 4 —
My Mme

904 is performed in the solution of eqn (3), when n = g,4/(eA)?
(e.g., as in ref. 39).

In each case of nanoparticle, we can estimate the electron
density produced at the poles of the particle at the determined
thresholds for a single 55 fs pulse (Fig. 4a). Considering exci-
tation by double pulses, the solution of eqn (3) shows that the
excited plasma by the first pulse rapidly relaxes after excitation.
Therefore, the maximum electron density excited by the second
pulse decreases by increasing the pulse delay (for the double
pulse of constant overall fluence). Therefore, an excess fluence
is required as the delay increases to reach the same maximum
electron density, as observed experimentally for the cavitation
threshold. The excess fluence needed so that double 55 fs pulses
attain the maximum calculated electronic densities of a single
55 fs pulse was estimated and shown in Fig. 4b (green solid
curves). Notably, with increasing delay, the calculation
increasingly diverges from the experimental value. Conse-
quently, the dynamic behavior of the density of free electrons
due to recombination or collisions before the arrival of the
second pulse needs to be accounted for since these phenomena
still participate in the heating of water following
thermalization.

We can incorporate an approximate correction in our
calculations by observing that the required electron densities to
attain the bubble threshold are changing as a function of pulse
width, as seen in Fig. 4a. For instance, for a 100 nm AuNP, an
electronic density of ~3 x 10*' cm™* is calculated for a single
pulse of ~4.3 ps. Accordingly, we can estimate that this must be
close to the threshold electron density for double 55 fs pulse
excitation with a delay of ~4 ps, i.e., approximately equal to the
pulse width of a single pulse excitation. Indeed, a satisfactory
agreement between simulations and experiments is observed
when the described methodology is applied to the calculations.
Therefore, it is implied that a combination of transient effects
in the plasma (most likely electron recombination and colli-
sions) reduces the required maximum densities for the induc-
tion of a cavitation bubble when increasing the inter-pulse delay
of double 55 fs pulsed excitation, much like when increasing the
pulse width of single pulse excitation.

Relative contributions of photothermal and plasma-mediated
processes

Solutions of eqn (3) (Fig. 4a) can further be used to distinguish
between plasma-mediated and photothermal cavitation at the
experimental thresholds. An approximation can be obtained of

© 2023 The Author(s). Published by the Royal Society of Chemistry
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(a) Maximum (in time) electronic densities calculated at the experimental fluence thresholds, at the poles of the particles (r = 0 nm), and

a distance (r = 1.5 nm) away from the pole. Dashed boxes indicate conditions where photothermal effects influence bubble formation (as
demonstrated below in Fig. 5). (b) Calculation of required fluence threshold after double 55 fs pulse excitation as a function of pulse delay. The
data of (a), for r = 0 nm, was used as a reference to estimate by humerical simulations the theoretical normalized fluencies of the double pulse
experiments shown in panel (b). Particularly, in (b), for the green solid curves, we considered that under double pulse excitation, the electronic
density calculated for a single 55 fs pulse must be attained at the detected thresholds. For the red solid curve (error shown by grey area) we
considered that approximately the electronic densities calculated for a longer pulse (e.g., 1.0 ps) must be attained at the detected threshold when
the delay between double pulses increases (e.g., at 1.0 ps delay), which accounts for recombination/collision effects before the arrival of the

second 55 fs pulse.

the energy deposited in the plasma as E, = IJJJ dvde

) water

~ 4 1 e°t
(Quw + 48p) = Smd’ Jdt (7(,)212 e
the energy deposited at the particle as Exp = oa.psF at the
experimental thresholds.***?* The calculations of the energy
ratios are shown in Fig. 5a. Notably, for larger particles (150 nm
and 200 nm) photothermal bubbles are implicated for pulse
widths >2.0 ps, where E,/Exp < 1. The same applies for AuNS for
pulse widths >250 fs, which is attributed to their higher o,ps
values. For all other particles cavitation at the experimental
thresholds is seemingly dominated by a plasma-mediated
process.

The determining parameters for the energy balance equation
are the parameters o,ps/Vip, N, and the diffusion length 4 of the
particle. We can accordingly deduce an approximative rela-
tionship between them, determining the crossover pulse width
tp, that marks the transition from plasma-mediated to photo-
thermal cavitation process. Physically, this occurs when the
amplified laser intensity in the water near a particle I, required
for obtaining a critical density (Fig. 4) is equal to the required
critical intensity absorbed by the particle I,,, to obtain photo-
thermal nucleation, deposited within the corresponding inter-
action volumes. For photothermal nucleation, an analytical

nN%I + ZISP) and

relationship has been deduced,** reading
CauATV, .

Inpe = w, where pa, and c,y are the density and heat
Tabslp

capacity of gold, respectively, and AT, is the critical temperature
increase reached in the nanoparticle, showing that the fluence
threshold is inversely proportional to the volumetric absorption
of the particle under ultrafast laser excitation.** Following

© 2023 The Author(s). Published by the Royal Society of Chemistry

Kennedy et al.,*** we can approximate the critical intensity for
optical breakdown by assuming that most of the energy is
absorbed by cascade ionization, SO that
_ mengey(34/2)(w?1? + 1) In(ne/no)
- et ot
critical electron density, n, the seed electronic density provided
by multiphoton ionization (this parameter can also include
losses) and 6t the breakdown time that n. is reached following
excitation. Therefore, at the transition, it should hold NzlnpyC =
BLy.c, so that:

, where n, denotes the

Ly

Bpycwe’t AT.A 6t
VapN? mcngé (321/2) (w24 1) In(n/nmo) tpy

aabsA —

(4)

where we find 8 = 3/2 for L = 1. Determination of the
parameters AT., dt, n. and n, r&quires caution. Notably, AT,
depends on R, due to interface resistance (increases for
smaller R;,). Furthermore, ¢, and n, depend on ¢, and can be
calculated numerically based on the threshold laser intensity
and critical optical breakdown density n. for plasma-mediated
cavitation. The breakdown time 6t increases sub-linearly as
a function of ¢, while n, increases abruptly for ¢, < 0.25 ps, ie.,
when multiphoton ionization becomes important. A numerical
application is demonstrated in Section S3 of the ESI.{ Based on
that, the transition curves are shown in Fig. 5b, in fair agree-
ment with the energy ratios shown in Fig. 5a.

Cavitation threshold criteria

Generally, at the cavitation thresholds detected experimentally,
the maximum calculated densities at the poles (r = 0 nm) of the
particles are not constant (Fig. 4a). Based on that observation,
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Dagallier et al.*® argued that the optical breakdown density of
~10%" em™? as the bubbling criterion becomes questionable.
Even so, for the case of photothermal bubbles, a bubbling
criterion has been reported to occur when a thin layer of ~1-
2 nm around a nanoparticle is heated at the spinodal temper-
ature of water.*® This indicates that the distance r is an impor-
tant parameter for probing the spinodal water temperature as
a sufficient criterion for bubble nucleation, which is related to
how wetting conditions affect the distance at which the local
density of water reaches its critical density. It is fair to assume
then that the same criterion must apply to the case of heating
a thin layer of water by plasma relaxation in the case of the
plasma-mediated cavitation process. Interestingly, a calculation
of the electronic densities at r = 1.5 nm away from the particle
(Fig. 4a) exhibits a significantly smaller size variation as
opposed to the maximum calculated densities (for cases where
Ep/Exp > 1). An overall pulse width dependence is still observed
(calculated maximum attained plasma density is typically
higher by 1.5-3 times at the experimental threshold for 55-125
fs excitation compared to 2.0-4.3 ps) in accordance with the
plasma dynamics influence described throughout the double
pulse experiments. Conclusively, considering the aforemen-
tioned limitations, we will approximate the bubbling criterion
for the plasma-mediated process by the optical breakdown
density of ~107>' cm™® obtained at 1.5 nm away from the
particle surface, independently of the particle size. The calcu-
lations are shown in Fig. 6 (optical breakdown criterion, black
solid lines).

It will be further useful to examine how the spinodal crite-
rion compares with the thresholds of detectable photothermal
bubbles by the employed technique. The latter will be approx-
imated through the experimental results of AuNS for long pulse
widths, where photothermal bubbles are most likely excited.
Indeed, this is observed as a leveling off on the corresponding

6894 | Nanoscale Adv, 2023, 5, 6887-6896

fluence threshold for pulse widths >500 fs, which is further
corroborated by calculations shown in Fig. 5a where Ep/Exp <
0.1. By solving a two-temperature model coupled with a heat
diffusion equation at this fluence, we estimated the energy
density required for the generation of the detected bubbles
around a AuNS (ESIt). The results are shown in Fig. 6 for all
other AuNP (thermal bubble (calculated), red dashed lines),
along with the corresponding fluence required for water to
reach its spinodal at 1.5 nm from the particle surface (spinodal
criterion, green dashed lines). The corresponding temperature
change for the thermal bubbles (calculated) fluence thresholds
are shown in Fig. S3a of the ESL.f

For AuNP of sizes ~40-100 nm particles, even though the
spinodal criterion is exceeded for pulse widths >500 fs, the
measured fluence thresholds do not seem to be affected as they
remain consistently above the optical breakdown criterion flu-
ence. It is further observed that the calculated required fluence
for a detectable photothermal bubble is consistently larger than
all experimental threshold fluences, so, presumably, plasma-
mediated cavitation dominates the whole range of examined
pulse widths. Contrarily, in the case of AuNP of sizes ~150 and
200 nm, the calculated required fluence for a photothermal
bubble is attained for pulse widths >2.0 ps (Fig. 6). Furthermore,
the fluence thresholds are nearly equal or smaller than the
optical breakdown criterion curve at these pulse widths (i.e., the
fluence begins to level off as a function of pulse width), which
indicates a transition to photothermal cavitation, much like the
case of AuNS bubbles for pulse widths >500 fs. Therefore, the
excess energy required for bubble detection at longer pulse-
widths (compared to 55 fs) among gold particles is minimum
for ~150 and 200 nm sizes. These observations are consistent
with the results shown in Fig. 5, showing that photothermal
effects become dominant when E/Exp < 0.1. Remarkably, the
forgoing discussion shows that the transition to photothermal

© 2023 The Author(s). Published by the Royal Society of Chemistry
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Fig. 6 Results of numerical simulations obtained by eqn (S2) (ESIt) and

cavitation does not occur abruptly as a function of pulse width,
yet an intermediate regime exists where the two mechanisms
are comparable. For particles of sizes between 40-100 nm, the
excess fluence above the optical breakdown criterion to detect
bubbles of ~0.4-0.5 pm is nearly insensitive to particle size
variations in the examined range but increases for longer pulse
widths toward the picosecond regime. By contrast, for a photo-
thermal process, the excess fluence above the bubble cavitation
criterion varies significantly with particle size. For instance, the
spinodal criterion fluence, and the fluence of detectable pho-
tothermal bubbles for 40 nm AuNPs differ by more than a factor
of 3. Thus, large discrepancies between measurements by the
optical scattering technique and calculated values are very likely
to occur once a photothermal cavitation process is detected.
Finally, we note that, in principle, one needs to account for
thermodynamic transitions implicated at such fluencies (see
ESI, Section S41). For practical applications, where ~pm
bubbles or elevated pressures are required, volatile explosion
modes must be attained in photothermal processes.**>*¢ For
plasma-mediated cavitation, on the other hand, stress
confinement and ~um bubbles are readily achieved due to the
ultrafast energy deposition and the highly nonlinear nature of
the involved photo-ionization mechanisms.

Conclusions

Fluence thresholds for ultrafast pulsed (55 fs to 4.3 ps) laser
cavitation around various AuNPs (spherical AuNPs, sizes 40-
200 nm, and AuNS with SPR peak ~660 nm) were determined
experimentally. The thresholds refer to those of detectable
bubbles of 0.4-0.5 um measured by an optical scattering tech-
nique, which was systematically analyzed and tested. Experi-
ments were further performed under double 55 fs pulse
excitation of varying pulse delays (0-4.0 ps) to determine the
influence of plasma dynamics on the process of plasma-

© 2023 The Author(s). Published by the Royal Society of Chemistry

comparison to experimental measurements (black circles).

mediated cavitation. All experimental results assisted in dis-
tinguishing the excitation of either photothermal or plasma-
mediated bubbles. The criterion of reaching the breakdown
density at 1-2 nm away from a particle surface as the bubble
criterion of plasma-mediated cavitation was examined, in
analogy to the spinodal criterion of photothermal cavitation
around plasmonic nanoparticles. Analysis of the experimental
data, coupled with calculations based on simple numerical
models (electron density rate equation and two-temperature
model), led to the following conclusions:

e At a given wavelength, the threshold laser fluence for
cavitation in the water around gold nanoparticles is governed by
their size, the near field amplification N, the electron diffusion
length 4, the volumetric absorption o,,s/Vyp and the laser pulse
width. The parameters N, / are related to the induction of
plasma adjacent to a nanoparticle, while o4,s/Vy, to photo-
thermal effects. A relationship between these parameters exists,
determining the crossover pulse width ¢, . of the transition from
plasma-mediated to photothermal cavitation process.

e Provided that the cavitation process is plasma-mediated,
the calculated maximum (in time) plasma density ~1.5 nm
away from the particle at the threshold of cavitation, is nearly
independent of the particle size for a given pulse width. Yet,
a small pulse width dependence of the required electron density
for plasma-mediated cavitation was estimated (~3-fold decrease
from 55 fs to 4.3 ps). Therefore, the approximative optical
breakdown density of ~107>" em > at 1-2 nm away from the
particle surface as a bubbling criterion for plasma-mediated
cavitation can be applied with caution at a given pulse width.

e The difference between the spinodal criterion fluence and
the threshold fluence for detectable photothermal bubbles of
size ~0.4-0.5 pum increases substantially with decreasing
particle size. Such observation has important implications for
practical applications of photothermal bubbles around nano-
particles. Contrarily, in plasma-mediated nano-cavitation, only
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weak size dependence of the required excess fluence above the
optical breakdown criterion was noted.

Conflicts of interest

There are no conflicts to declare.

Acknowledgements

We acknowledge the financial contribution from the National
Sciences and Engineering Research Council of Canada
(NSERC). We thank Hassan Khalil for technical assistance with
the pulse shaping and characterization, and with the acquisi-
tion Labview program. We further appreciate technical support
from Yves Drolet with our laser system.

Notes and references

1 E. Carrasco, J. C. Stockert, A. Juarranz and A. Blazquez-
Castro, Front. Chem., 2020, 8, 591325.

2 S. Moon, Q. Zhang, Z. Xu, D. Huang, S. Kim, J. Schiffbauer,
E. Lee and T. Luo, J. Phys. Chem. C, 2021, 125, 25357-25368.

3 K. Ostrikov, E. Neyts and M. Meyyappan, Adv. Phys., 2013, 62,
113-224.

4 J. Ramon, R. Xiong, S. C. De Smedt, K. Raemdonck and
K. Braeckmans, Curr. Opin. Colloid Interface Sci., 2021, 54,
101453.

5 A. Shakeri-Zadeh, H. Zareyi, R. Sheervalilou, S. Laurent,
H. Ghaznavi and H. Samadian, J. Controlled Release, 2021,
330, 49-60.

6 R. Xiong, R. X. Xu, C. Huang, S. De Smedt and
K. Braeckmans, Chem. Soc. Rev., 2021, 50, 5746-5776.

7 P. Zilio, M. Dipalo, F. Tantussi, G. C. Messina and F. De
Angelis, Light: Sci. Appl., 2017, 6, €17002.

8 P. K. Kennedy, D. X. Hammer and B. A. Rockwell, Prog.
Quantum Electron., 1997, 21, 155-248.

9 X.-X. Liang, N. Linz, S. Freidank, G. Paltauf and A. Vogel, J.
Fluid Mech., 2022, 940, A5.

10 A. Vogel, J. Noack, G. Hiittman and G. Paltauf, Appl. Phys. B:
Lasers Opt., 2005, 81, 1015-1047.

11 E. Boulais, R. Lachaine, A. Hatef and M. Meunier, J.
Photochem. Photobiol., C, 2013, 17, 26-49.

12 E. Boulais, R. Lachaine and M. Meunier, Nano Lett., 2012, 12,
4763-4769.

13 T. Katayama, K. Setoura, D. Werner, H. Miyasaka and
S. Hashimoto, Langmuir, 2014, 30, 9504-9513.

14 E. Lukianova-Hleb, Y. Hu, L. Latterini, L. Tarpani, S. Lee,
R. A. Drezek, J. H. Hafner and D. O. Lapotko, ACS Nano,
2010, 4, 2109-2123.

15 A. Siems, S. A. Weber, J. Boneberg and A. Plech, New J. Phys.,
2011, 13, 043018.

16 A. M. Fales, W. C. Vogt, K. A. Wear, T. J. Pfefer and I. K. Ilev, J.
Biomed. Opt., 2019, 24, 065003.

6896 | Nanoscale Adv., 2023, 5, 6887-6896

View Article Online

Paper

17 T. Nakajima, X. Wang, S. Chatterjee and T. Sakka, Sci. Rep.,
2016, 6, 28667.

18 J. Lombard, T. Biben and S. Merabia, J. Phys. Chem. C, 2017,
121, 15402-15415.

19 K. Metwally, S. Mensah and G. Baffou, J. Phys. Chem. C, 2015,
119, 28586-28596.

20 V. K. Pustovalov, RSC Adv., 2016, 6, 81266-81289.

21 V. Kotaidis and A. Plech, Appl. Phys. Lett., 2005, 87, 213102.

22 D. Lapotko, Opt. Express, 2009, 17, 2538-2556.

23 A. Dagallier, E. Boulais, C. Boutopoulos, R. Lachaine and
M. Meunier, Nanoscale, 2017, 9, 3023-3032.

24 C. Boutopoulos, A. Hatef, M. Fortin-Deschénes
M. Meunier, Nanoscale, 2015, 7, 11758-11765.

25 R. m. Lachaine, E. t. Boulais and M. Meunier, ACS Photonics,
2014, 1, 331-336.

26 S. Wang, L. Fu, J. Xin, S. Wang, C. Yao, Z. Zhang and J. Wang,
J. Biomed. Opt., 2018, 23, 125002.

27 S. Wang, L. Fu, Y. Zhang, J. Wang and Z. Zhang, J. Phys.
Chem. C, 2018, 122, 24421-24435.

28 H. Fujimori, T. Matsui, T. Ajiro, K. Yokose, Y.-M. Hsueh and
S. L. S. Izumi, Jpn. J. Appl. Phys., 1992, 31, 1514.

29 T. Bundschuh, T. U. Wagner and R. Koster, Part. Part. Syst.
Charact., 2005, 22, 172-180.

30 F.-A. Barreda, C. Nicolas, J.-B. Sirven, F.-X. Ouf, J.-L. Lacour,
E. Robert, S. Benkoula, ]J. Yon, C. Miron and
O. Sublemontier, Sci. Rep., 2015, 5, 15696.

31 F. Scherbaum, R. Knopp and J. Kim, Appl. Phys. B: Lasers
Opt., 1996, 63, 299-306.

32 H.Ju, R. A. Roy and T. W. Murray, Biomed. Opt. Express, 2013,
4, 66-76.

33 J. Noack and A. Vogel, IEEE ]J. Quantum Electron., 1999, 35,
1156-1167.

34 R. Lachaine, E. Boulais, D. Rioux, C. Boutopoulos and
M. Meunier, ACS Photonics, 2016, 3, 2158-2169.

35 T. Labouret and B. Palpant, Phys. Rev. B, 2016, 94, 245426.

36 L. Agiotis and M. Meunier, Opt. Express, 2021, 29, 39536—
39548.

37 L. Agiotis and M. Meunier, Laser Photonics Rev., 2022, 16,
2200076.

38 W. Allis and D. J. Rose, Phys. Rev., 1954, 93, 84.

39 N. Kroll and K. M. Watson, Phys. Rev. A, 1972, 5, 1883.

40 A. Phelps, J. Res. Natl. Inst. Stand. Technol., 1990, 95, 407.

41 V. Pustovalov, A. Smetannikov and V. Zharov, Laser Phys.
Lett., 2008, 5, 775.

42 G. Baffou and H. Rigneault, Phys. Rev. B: Condens. Matter
Mater. Phys., 2011, 84, 035415.

43 V. K. Pustovalov, Appl. Phys. A: Mater. Sci. Process., 2020, 126, 1-
8.

44 P. K. Kennedy, IEEE J. Quantum Electron., 1995, 31, 2241-2249.

45 R. R. Letfullin, C. Joenathan, T. F. George and V. P. Zharov,
Nanomedicine, 2006, 1(4), 473-480.

46 Z. Qin and J. C. Bischof, Chem. Soc. Rev., 2012, 41, 1191-
1217.

and

© 2023 The Author(s). Published by the Royal Society of Chemistry


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d3na00743j

	Influence of photothermal and plasma-mediated nano-processes on fluence thresholds for ultrafast laser-induced cavitation around gold...
	Influence of photothermal and plasma-mediated nano-processes on fluence thresholds for ultrafast laser-induced cavitation around gold...
	Influence of photothermal and plasma-mediated nano-processes on fluence thresholds for ultrafast laser-induced cavitation around gold...
	Influence of photothermal and plasma-mediated nano-processes on fluence thresholds for ultrafast laser-induced cavitation around gold...
	Influence of photothermal and plasma-mediated nano-processes on fluence thresholds for ultrafast laser-induced cavitation around gold...
	Influence of photothermal and plasma-mediated nano-processes on fluence thresholds for ultrafast laser-induced cavitation around gold...
	Influence of photothermal and plasma-mediated nano-processes on fluence thresholds for ultrafast laser-induced cavitation around gold...
	Influence of photothermal and plasma-mediated nano-processes on fluence thresholds for ultrafast laser-induced cavitation around gold...

	Influence of photothermal and plasma-mediated nano-processes on fluence thresholds for ultrafast laser-induced cavitation around gold...
	Influence of photothermal and plasma-mediated nano-processes on fluence thresholds for ultrafast laser-induced cavitation around gold...
	Influence of photothermal and plasma-mediated nano-processes on fluence thresholds for ultrafast laser-induced cavitation around gold...


