
This journal is © The Royal Society of Chemistry 2023 Nanoscale Horiz., 2023, 8, 1235–1242 |  1235

Cite this: Nanoscale Horiz., 2023,

8, 1235

An anomalous Hall effect in edge-bonded
monolayer graphene†
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Kang Peng,ad Wenxiang Wang,ad Yushi Xu,a Yu Wang,a Zheng Wei,ad

Ding Zhang,b Yong Jun Li,*acd Weiguo Chu *a and Lianfeng Sun *acd

An anomalous Hall effect (AHE) is usually presumed to be absent in

pristine graphene due to its diamagnetism. In this work, we report

that a gate-tunable Hall resistance Rxy can be obtained in edge-

bonded monolayer graphene without an external magnetic field. In

a perpendicular magnetic field, Rxy consists of a sum of two terms:

one from the ordinary Hall effect and the other from the AHE (RAHE).

Plateaus of Rxy B 0.94h/3e2 and RAHE B 0.88h/3e2 have been

observed while the longitudinal resistance Rxx decreases at a

temperature of 2 K, which are indications of the quantum version

of the AHE. At a temperature of 300 K, Rxx shows a positive, giant

magnetoresistance of B177% and RAHE still has a value of B400 X.

These observations indicate the existence of a long-range ferro-

magnetic order in pristine graphene, which may lead to new

applications in pure carbon-based spintronics.

1. Introduction

An anomalous Hall effect (AHE) usually refers to the Hall effect
occurring in ferromagnetic solids and its Hall resistance can be
described as a sum of two terms.1,2 The first term results from
the ordinary Hall effect and provides an elegant tool to measure
the carrier type and concentration in transport experiments.
The second term is proportional to a component of sponta-
neous magnetization in the direction of the magnetic field and
makes the AHE a powerful technique to probe ferromagnetism
in two-dimensional films3 and characterize their magnetic
properties,4,5 such as Curie temperature, magnetic anisotropy,

etc. The AHE is usually presumed to be absent in pristine
graphene6 due to its diamagnetism and only the ordinary Hall
effect and its quantum version have been reported in its
pristine form.7–9 If graphenes are coupled to thin magnetic
materials, the AHE can be observed due to the magnetic
proximity effect.10–12 What is more interesting is that theore-
tical predictions that quantized the anomalous Hall QAH effect
can occur in the Haldane model13 or by introducing exchange
coupling or spin–orbit coupling into graphene.14,15 However,
no experimental observation of the QAH effect in monolayer
graphene has been reported so far. In this work, we report that
when an edge-bonded Hall bar is used, the AHE and indica-
tions of the QAH effect can be observed in monolayer graphene.
In particular, we have observed the following. First, when no
external magnetic field is applied, a non-zero, gate-tunable Hall
resistance Rxy can be obtained. After a perpendicular magnetic
field is applied, Rxy consists of two terms: one from the ordinary
Hall effect and the other from the AHE (RAHE). RAHE values of
7598 O (B0.88h/3e2) and 400 O have been observed at tem-
peratures of 2 and 300 K, respectively. Second, pronounced
Shubnikov de Haas (SdH) oscillations of the longitudinal
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New concepts
We report the existence of an anomalous Hall effect (AHE) in pristine
monolayer graphene. When an edge-bonded Hall bar is used, a non-zero
Hall resistance can be measured in monolayer graphene without an
external magnetic field. The Hall resistance shows nonlinear
dependence on the magnetic field and can be described as a sum of
two terms: one from the ordinary Hall effect and the other from the AHE
(RAHE). Pronounced Shubnikov-de Haas oscillations of Rxx are observed
while Rxy exhibits plateau-like features. Plateaus of Rxy B 0.94h/3e2 and
RAHE of 0.88h/3e2 have been observed while Rxx decreases at a temperature
of 2 K. These observations are indications of the QAH effect with a filling
factor of 3, which is different from 2, 6, 10 etc. in previous reports. The
AHE in pristine monolayer graphene provides indisputable evidence for
the existence of a long-range ferromagnetic order in pristine monolayer
graphene, which may lead to new applications in pure carbon-based
spintronics.
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resistance Rxx are observed while Rxy exhibits plateau-like
features. A plateau of Rxy B 0.94h/3e2 has been observed
while Rxx decreases but does not reach zero at a temperature
of 2 K. These are early indications of the QAH effect with a
filling factor of 3, which is distinctively different from those
reported previously.8,9 Third, there is an anomalous gate
voltage Vanomaly, at which Rxy becomes zero. Vanomaly has a
different value from that of the neutral charge point VDirac.
Fourth, Rxx shows a positive, giant magnetoresistance (MR)
and reaches a value of B177% at a temperature of 300 K.
These observations indicate clearly a long-range ferro-
magnetic order and ferromagnetism in pristine monolayer
graphene with edge-bonded contacts. In addition to purely
scientific interests, ferromagnetism in carbon may lead to new
applications in pure carbon-based spintronics with high spin-
injection and detection efficiency,16,17 which are major per-
formance roadblocks.

2. Results and discussion

The graphenes used in our experiments were prepared on
degenerately doped Si wafers with a 285 nm SiO2 coating layer
by using mechanical stripping from natural graphite as
reported previously.8,9 The layer number of graphene is identi-
fied with a combination of optical microscopy, atomic-force
microscopy and Raman spectroscopy.18 Monolayer graphenes
are selected and the Hall-bar-type electrode configuration is
patterned with electron beam lithography as shown in Fig. 1a.
In order to construct edge-bonded contacts, molybdenum (Mo)
is chosen as the electrode because a local solid–solid reaction19

occurs between Mo and carbon when Mo is deposited with
magnetron sputtering (Fig. 1b), which forms the bonding
contact between the molybdenum metal electrode and the edge
of graphene. This can be confirmed using Raman spectra
(Fig. 1c), in which the characteristic G (B1580 cm�1) and 2D

Fig. 1 Structure and gate modulation of the longitudinal resistance Rxx of an edge-bonded Hall bar device using pristine monolayer graphene.
(a) A schematic showing the structure and measurement scheme of the graphene device with the Hall-bar-type electrode configuration. The driving
current, gate voltage, longitudinal voltage, Hall voltage and external magnetic field are represented as I, Vg, Vxx, Vxy and B, respectively. (b) Schematic view
of the right electrode of the Hall bar configuration in (a). An edge-bonded contact is formed through a local solid–solid reaction between carbon atoms
of graphene and Mo atoms. The red arrows here indicate magnetic moments and long-range ferromagnetic order revealed by the anomalous Hall effect.
(c) Comparison of the Raman spectra of pristine monolayer graphene with that after covering 5 nm Mo. The characteristic G and 2D peaks for pristine
monolayer graphene disappear after the deposition of Mo. This indicates that a solid–solid reaction occurs between graphene and Mo atoms; thus, an
edge-bonded Hall-bar-type configuration can be fabricated in one step. (d) Typical Rxx versus the gate voltage Vg in a monolayer graphene Hall device
with edge-bonded contacts. The blue curve corresponds to Rxx measured at room temperature under atmospheric conditions at a zero magnetic field
(for comparison, the curve is multiplied with a factor of 1.5). From the peak position of Rxx, VDirac is found to be around B2.4 V. The yellow curve
corresponds to this after the device is loaded into PPMS and the temperature is 150 K. VDirac is shifted to close to zero voltage and the peak value of Rxx

increases to B898 O. After a perpendicular magnetic field of 8.0 T is applied, VDirac remains at a zero voltage but the peak value increases to B4.1 kO
(red curve). Rxx exhibits pronounced oscillatory features under a magnetic field of 8.0 T. The optical micrograph of the graphene Hall device is shown
in the inset.
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peaks (B2700 cm�1) of pristine monolayer graphene disappear
after the deposition of Mo, and the same results18 can be
measured in different graphenes. Therefore, when a Hall-bar-
type electrode configuration is patterned under same condi-
tions, edge-bonded contacts are obtained. This is a crucial step
for the observation of the AHE in pristine monolayer graphene.
We have studied more than 12 devices using different shapes of
the graphene at room temperature under atmospheric conditions.
For these devices, a non-zero and gate-tunable Hall resistance Rxy

can be measured without an external magnetic field although the
value of Rxy may vary from devices to devices, which indicates the
existence of the AHE and ferromagnetism.2,3,5 Meanwhile, control
experiments have been carried out and the Hall Ti/Au electrodes
are prepared by electron beam evaporation, which do not have
edge-bonded Hall bar structures. And the results are shown in
Fig. S1b (ESI†), where the Rxy B Vg curve is a flat line and Rxy has a
value of around zero. This indicates that for the usual Ti/Au Hall
bar device, the Hall effect is the ordinary Hall effect. In the
following, we focus on the 2 edge-bonded graphene devices
measured using a physical property measurement system (PPMS)
at low temperatures and under high magnetic fields.

Fig. 1d shows the gate modulation of the longitudinal
resistance Rxx at temperatures of 150 and 300 K and magnetic
fields of 0 and 8 T in a typical monolayer graphene device
with edge-bonded contacts, respectively. Here, the blue curve
corresponds to Rxx as a function of Vg measured at room
temperature under atmospheric conditions at a zero magnetic
field. From the peak position of Rxx, VDirac is found to be around
2.4 V. The peak of Rxx has a value of B725 O, which may vary
from 350 to 1200 O in the 12 devices that we have measured.
And the mobility can be obtained from the Hall data, which is
in the range of 4000–12 000 cm2 V�1 S�1. After loading into
PPMS and vacuum pumping, Rxx as a function of Vg is obtained
as shown by the yellow curve in Fig. 1d at a temperature of
150 K. It can be seen that VDirac is shifted to close to zero and
the peak value of Rxx increases to B 898 O. When a perpendi-
cular magnetic field of 8 T is applied, VDirac remains at zero
voltage but the peak value of Rxx increases to B4.1 kO (red
curve). This indicates a positive, giant magnetoresistance (MR)
of 358%; here, MR is defined as [R(B) � R(0)]/R(0), where R(B)
and R(0) are the resistances at an applied field and a zero field,
respectively. Under a magnetic field of 8 T, the longitudinal
resistance Rxx exhibits pronounced oscillatory features.

Fig. 2a and c display the color map and curves of Rxx as a
function of the gate voltage Vg and the applied magnetic field B
at a temperature of 150 K, respectively. This device is the same
one as that shown in Fig. 1d (device 1). The applied magnetic
field B is perpendicular to the graphene with a strength from
�8.0 to 8.0 T with a step of 0.5 T. The following two features can
be observed: first, as shown in Fig. 2c, the peak position of Rxx,
i.e., the charge-neutral Dirac point, VDirac, is around zero and
does not change with the applied magnetic fields in the range
of 0.5–8.0 T. At VDirac, an unexpected, giant and positive MR of
Rxx is observed in Fig. S2 (ESI†).18 This suggests a potential
quantum-mechanical origin due to the charge neutral nature at
the Dirac point. Second, under high magnetic fields, Rxx versus

Vg exhibits pronounced oscillatory features. At a magnetic field
of 8.0 T, typical values of the peaks and valleys of Vg are shown
in Fig. 2c, which are �20.4, �13.6, �12.0, �8.4 and �5.6 V,
respectively. The dependence of these Vg on the magnetic field
is linear as shown in Fig. S3 (ESI†).18 The two lines of L�20.4 and
L�13.6 p B intersect at a magnetic field of B2.5 T, here L�20.4

representing the straight line starting at Vg = �20.4 V, etc.
(Fig. S3, ESI†). And the two lines of L�12.0 and L�8.4 intersect at
a magnetic field of B3.5 T. These observations suggest a
mechanism induced by high magnetic fields and we attribute
the mechanism to be originated from Zeeman splitting of
Landau Levels and discuss them in more detail below with
Fig. 2d.

Fig. 2b and d display the color map and the curves of the
Hall resistance Rxy as a function of the gate voltage Vg and the
applied magnetic field B. An interesting feature that can be
seen from Fig. 2c and d is that at the peaks and valleys of Rxx

(Vg), Rxy (Vg) exhibits plateaus at the corresponding gate vol-
tages. This feature is shown by the vertical lines between Fig. 2c
and d. The two vertical red lines represent the values of Vg at
�20.4 and �13.6 V for a magnetic field of 8.0 T. When the
magnetic field decreases, these two lines move towards right,
i.e., the corresponding absolute values of Vg become smaller.
This feature can be seen clearly with the two straight dotted
lines in Fig. 2d, suggesting a linear relationship between Vg and
the magnetic field B. Similar characteristics can be observed
between the two black vertical lines, which represent Vg at
�12.0 and �8.4 V for a magnetic field of 8.0 T. These results
suggest that the two red and black vertical lines have the same
origin and we attribute it to be caused by the Landau level (LL)
formation and Zeeman splitting of these LLs under a perpendi-
cular magnetic field B. As a matter of fact, the filling factors
have been calculated, which correspond to �10 and �6 for the
two red and black vertical lines, respectively (Fig. S4, ESI†).
Meanwhile, the Landau level index n = 0 with a filling factor of 2
has also been resolved as shown in Fig. 2d.

Another interesting observation from Fig. 2d is that there is
an anomalous gate voltage Vanomaly, at which the Hall resistivity
Rxy becomes zero. An oscillatory structure of Vanomaly as a
function of the magnetic field can be seen from Fig. S4 (ESI†):
the smallest (�1.58 V) and largest (�0.90 V) of Vanomaly corre-
spond to a magnetic field of 0.5 T and a range of magnetic field
of 5.5–7.0 T, respectively. This means that Vanomaly is in a very
narrow range of 0.68 V. The origin and mechanism of this
Vanomaly are attributed to the ferromagnetism in pristine mono-
layer graphene and will be explained in detail below.

To further reveal the existence of the AHE and ferromagnet-
ism in pristine monolayer graphene, we extract more data from
Fig. 2a and b and display them in Fig. 3. Fig. 3a shows the
Hall resistance Rxy as a function of the external magnetic field B
for VDirac = 0 V (charge-neutral point), Vg = +25 V (electron
carrier) and Vg = �25 V (hole carrier) with dotted curves,
respectively. It can be seen that all three curves of Rxy exhibit
nonlinear behaviors. In general, the observed nonlinearity in
Rxy suggests the following two possible scenarios: (1) the
ordinary Hall effect arising from more than one type of carriers
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in response to the external magnetic field and (2) the AHE from
spin-polarized carriers which are attributed to the presence of
the FM order.10 For the first case, we deliberately avoid the
region close to the Dirac point where both electrons and holes
coexist, and the observed AHE sign still remains at Vg = �25 V,
which rules out this cause. Therefore, in our work, we attri-
buted the nonlinearity in Rxy to the presence of the FM order
in graphene.2,3,10 Considering that Mo is paramagnetic and
graphene is diamagnetic in the bulk, there are two potential
sources for graphene magnetism. One is the impurity in
graphene. The graphene in this work is derived from the
mechanical stripping of natural graphite, thus excluding the
influence of impurity. The second possibility is the edge
magnetism of graphene,20,21 and the experiment work22 clearly
demonstrates the spin ordering along the edge of graphene.
Considering that the all-dangling bonds of graphene are passi-
vated by bonds to Mo atoms, the long-range ferromagnetic
order and ferromagnetism in this work are attributed to be
located at the edges between Mo contacts and monolayer
graphene.22

As in usual ferromagnets,2,10 the nonlinearity of Rxy can be
described as a sum of two terms: Rxy = R(B) + RAHE(M) = aB + bM,
where B is the external magnetic field, M is the magnetization
component in the perpendicular direction, a = �1/en
(‘‘+’’, electron carrier and ‘‘�’’, hole carrier), b is the
M-independent parameter and n is the concentration of carrier,
respectively. The B-linear term results from the Lorentz force on
the electron (hole) carrier as in the ordinary Hall effect. This
contribution is shown in Fig. 3a as straight dashed lines. The
purple and red straight dashed lines in Fig. 3a correspond to
those at VDirac (neutral charge point) and at Vg = +25 V (electron
carrier), respectively. The blue straight dashed line corresponds
to that at Vg = �25 V (hole carrier). The slope of Rxy versus B for
electron carriers (Vg = +25 V) is positive, i.e., Rxy increases with
the increase of the magnetic field B. In contrast, the slope for
hole carriers (Vg = �25 V) is negative, i.e., Rxy decreases with the
increase of the magnetic field B. This results in a ‘‘�’’ pattern as
shown in the lower part of Fig. 3a. It is interesting to note that
the slope for the charge neutral Dirac point is also positive as
shown in the upper part of Fig. 3a. This observation is quite

Fig. 2 Color maps of the longitudinal resistance Rxx, Hall resistance Rxy and their dependence on the gate voltage Vg and the magnetic field B at a
temperature of 150 K (device 1). (a) Color map of Rxx as a function of the back gate voltage Vg and the external magnetic field B. Data are taken from �38
to 38 V for Vg and �8.0 to 8.0 T for B (symmetrized). (b) Color map showing Rxy as a function of Vg and the external magnetic field B (anti-symmetrized).
(c) 16 extracted curves of Rxx versus Vg under an external magnetic field B from 0.5 to 8.0 T with a step of 0.5 T. The sharp peak position of Rxx (VDirac) is
around zero and does not change with the applied magnetic fields. At VDirac, an unexpected, giant and positive magnetoresistance (MR) is observed with a
maximum value of B358%. Under high magnetic fields, Rxx versus Vg exhibits pronounced oscillatory features. Typical values of Vg are shown for a
magnetic field of 8.0 T. (d) 32 extracted curves of Rxy versus Vg under an external magnetic field B from �8.0 to 8.0 T with a step of 0.5 T. At the
characteristic peaks and valleys of Rxx (Vg), Rxy (Vg) exhibits plateaus at the corresponding gate voltages Vg. This feature is shown by the vertical lines
between (c) and (d). When the magnetic field becomes smaller, the two red vertical lines move right and coincide. A similar feature is observed for the two
black vertical lines. Another important observation here is that there is an anomalous gate voltage Vanomaly, at which Rxy becomes zero. The index of
Landau-level (LL), their Zeeman splitting and the corresponding filling factors (n = �2, �6, and �10) are shown.
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novel and interesting compared to those in the conventional
Hall effect.7–9 Because this means that if the carrier concen-
tration tends to become zero, Rxy also exists and behaves as an
electron-like carrier. One possible reason is that both VDirac and
Vg for the electron carrier (Vg 4 0) are at the right side of
Vanomaly and the exact mechanism remains to be understood.

The anomalous Hall resistance RAHE can be obtained by
subtracting the linear background in Fig. 3a. As shown by the
blue dotted curve in the lower part of Fig. 3b, for the hole
carrier (Vg = �25 V), RAHE increases linearly with the increase of
the magnetic field in the field range of �2 to 2 T. When the
magnetic field is further increased, RAHE saturates gradually to

a value of 173 O. The red dotted curve in the lower part of
Fig. 3b displays RAHE versus B for electron carriers (Vg = +25 V).
Here, RAHE decreases when the magnetic field increases in the
range of �1.5 to 1.5 T with a linear relationship. And RAHE

becomes saturated with a value of �147 O when the magnetic
field is further increased. Thus, an ‘‘X’’ pattern is observed
between the two RAHE curves for electron and hole carriers. The
purple dotted curve in the upper part of Fig. 3b displays RAHE at
VDirac = 0 V. The change curve of Rxy with different magnetic
field intensities B at VDirac displays similar trends to that
for electron carriers. Meanwhile, unique features of RAHE at
VDirac are observed, such as perfect linear dependence on the

Fig. 3 Characteristics of the Hall resistance Rxy and anomalous Hall resistance RAHE extracted from Fig. 2. (a) Rxy as a function of the external magnetic
field B at VDirac (0 V) and Vg = �25 V. The Hall resistance Rxy (dotted line) exhibits nonlinearity and consists of two contributions: R (B) + RAHE (M). Here,
R (B) comes from the ordinary Hall effect, which is extrapolated from high-field data and shown as the dashed line. It is worth noting that both slopes are
positive for the Rxy p B curves of electron carriers (Vg = 25 V) and of the charge neutral point VDirac; meanwhile the slope for hole carriers (Vg = �25 V) is
negative. (b) Anomalous Hall resistance RAHE obtained by subtracting the linear background in (a). An ‘‘X’’ pattern is observed between the two RAHE curves
for electron and hole carriers. The RAHE p B curve at VDirac displays similar trends to that for electron carriers. A unique feature of RAHE at VDirac is
observed: perfect linear dependence on the magnetic field until the RAHE reaches a saturated value of B653 O. (c) The saturated RAHE as a function of Vg.
The variation of the saturated RAHE with Vg is similar to that of Rxy as shown in Fig. 2(d). RAHE becomes zero at Vg = �1.0 V. It is interesting to note that at
VDirac, RAHE has a negative value of -653 O as shown by the red star. (d) The saturated RAHE versus Rxx. The blue dots represent the saturated RAHE for the
hole polarity and the blue dashed straight line indicates the fit with a power RAHE p Ra

xx with a = 0.993 � 0.003. This indicates a linear relationship
between the saturated RAHE and Rxx, suggesting an extrinsic mechanism, i.e., the skew scattering mechanism of the observed AHE.
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magnetic field until RAHE reaches the saturated value, which
has an absolute value of 653 O.

Fig. 3c shows the saturated values of RAHE as a function of
the gate voltage Vg. It can be seen that the variation of the
saturated RAHE is similar to that for Rxy as shown in Fig. 2d. And
the saturated RAHE becomes zero at Vg = �1.0 V, which is in the
range of �0.9 to �1.6 V of Vanomaly. It is interesting to note that
at VDirac, RAHE has a negative value of �653 O as shown by the
blue star in Fig. 3c. In order to have a better understanding of
the inducing mechanism of the AHE, the saturated RAHE as a
function of Rxx is extracted from Fig. 2 and is shown in Fig. 3d.
The blue dots represent the saturated RAHE for hole polarity and
the blue dashed straight line indicates the fit with a power law
RAHE p Rxx

a with a = 0.993 � 0.003. This indicates a linear
relationship between the saturated RAHE and Rxx, suggesting
an extrinsic mechanism, i.e., the skew scattering mechanism of
the observed AHE.2

Therefore, the mechanism for the observation of Vanomaly

in Fig. 2 can be explained as follows: the Hall resistance Rxy

consists of two terms2,10–12 as discussed above, i.e., Rxy = aB +
bM. Since Vanomaly has a negative value, this induces hole
carriers in the Hall device and results in a negative value of a.
We assume MG = wGB (wG: magnetic susceptibility of graphene),
where MG is the magnetization of graphene. Thus, we have
Rxy = aB + bMG = (�|a| + bwG) B = 0, which results in a zero Rxy

and does not depend on the strength of the magnetic field.
Fig. 4 displays the temperature-dependent characteristics of

Rxy, Rxx and RAHE for another Hall device based on a pristine
monolayer graphene (device 2). The longitudinal resistance Rxx

as a function of the magnetic field is measured in the tempera-
ture range of 2–300 K (Fig. 4a). At a temperature of 300 K, as
shown in the inset of Fig. 4a, Rxx increases from 1219 O
(zero magnetic field) to 3381 O (6.0 T). This gives a giant
positive MR of B177%, which is more than an order of magnitude
larger than that observed in the magnetite nanowire.23 When the
temperature decreases (100, 150 and 200 K), obvious nonlinear
behaviors of Rxx curves appear. And at temperatures of 50, 20 and
2 K, the curves of Rxx exhibit oscillatory structures.

Fig. 4 Temperature-dependent characteristics of Rxx, Rxy and RAHE of another pristine monolayer graphene (device 2). (a) The longitudinal resistances
Rxx as a function of the magnetic field B measured in the temperature range of 2–300 K. At a temperature of 300 K, Rxx increases from 1219 O
(zero magnetic field) to 3381 O (6.0 T) as shown in the inset, resulting a giant positive MR of B177%. As the temperature decreases, the curves of Rxx

exhibit oscillatory structures. (b) Six curves of Rxy versus the magnetic field B at different temperatures. It can be seen that all the 6 curves of Rxy exhibit
nonlinear behaviors in the field range of 0–4 T. The plateau value of Rxy reaches B0.94h/3e2 at a temperature of 2 K, while Rxx decreases but does not yet
reach zero. These observations are early indications of the QAH effect with a filling factor of 3. The straight red dotted line represents the ordinary Hall
background at a temperature of 2 K. (c) Six curves of RAHE versus the magnetic field B at different temperatures after the linear Hall background are
removed from the data in (b). At a temperature of 2 K, the RAHE increases linearly with the magnetic field in the range of 0–2.5 T. Then RAHE gradually
saturates at 3–3.5 T and reaches a saturation value of 7598 O (B 0.88h/3e2). When the temperature increases, it takes a higher magnetic field for RAHE to
reach saturation. At a temperature of 200 K, RAHE saturates at a field of B 4.0 T with a value B577 O as shown in the inset. (d) The saturation value of RAHE

versus temperature at 2, 20, 50, 100, 150 and 200 K. When the temperature increases, the RAHE decreases accordingly.
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The curves of the Hall resistance Rxy as a function of the
magnetic field B are shown in Fig. 4b and Fig. S6 (ESI†) in the
temperature range of 2–300 K. It can be seen from Fig. 4b that
all the 6 curves of Rxy exhibit nonlinear behaviors in the field
range of 0–4 T, which are similar to those in Fig. 3 for device 1.
The two curves for temperatures of 2 and 20 K have a little
difference at a low magnetic field of 0–3 T; and when the
magnetic field increases to 4–6 T, Rxy gradually saturates and
plateaus are well-developed. The plateau value of Rxy reaches
B0.94h/3e2 at a temperature of 2 K, while Rxx decreases but
does not yet reach zero. These observations are early indications of
the QAH effect with a filling factor of 3, which is distinctively
different from those reported previously.8,9 It is important to
note that for device 1, when the temperature is less than 2 K,
pronounced plateau-like features are observed in Rxy while Rxx

exhibits pronounced SdH oscillations (Fig. S7, ESI†).
The red straight dotted lines in Fig. 4b represent the

ordinary Hall background as discussed previously in Fig. 3.
After these linear ordinary Hall backgrounds are subtracted, the
anomalous Hall resistance RAHE is obtained and shown in
Fig. 4c. It can be seen that at a temperature of 2 K, the RAHE

increases linearly with a magnetic field in the range of 0–2.5 T.
Then RAHE gradually saturates at 3–3.5 T and reaches a satura-
tion value of 7598 O, which is B0.88h/3e2. When the tempera-
ture increases, the saturation value of RAHE decreases in the
temperature range of 2–200 K as shown Fig. 4d. Meanwhile, the
magnetic field becomes larger for RAHE to reach the saturation
value. For example, at a temperature of 200 K, RAHE saturates at
a field of B4.0 T with a value B577 O as shown in the left inset
of Fig. 4c. No obvious saturation behavior is observed at a
temperature of 250 K and a high magnetic field of B5.0 T is
needed for RAHE to reach saturation at a temperature of 300 K
(Fig. S6, ESI†).

It is important to note that the Hall resistance Rxy of the AHE
can be used to probe the magnetic anisotropy of thin ferro-
magnetic films.3,5,10 If the curve of Rxy versus B develops a
hysteresis loop, it indicates a long-range ferromagnetic order
and ferromagnetism with out-of-plane magnetic anisotropy.3,5

Meanwhile, if the curve of Rxy shows nonlinear dependence on
the magnetic field B but no hysteresis loop appears, it indicates
ferromagnetism and in-plane magnetic anisotropy.10 In this
work, both Rxx and Rxy as a function of the magnetic field
have been measured with a sweeping rate of 0.001 T/second.
No hysteresis loops have been observed (Fig. S8, ESI†), indicat-
ing in-plane magnetic anisotropy of the ferromagnetism at the
edges between the Mo contacts and the monolayer graphene as
shown schematically in Fig. 1b.

3. Conclusions

In summary, by using an edge-bonded Hall bar, we have
provided indisputable evidence of the existence of the AHE in
pristine monolayer graphene. The longitudinal resistance Rxx

shows a positive and giant MR and pronounced Shubnikov-de
Haas oscillations while Rxy exhibits plateau-like features.

Plateaus of Rxy B 0.94h/3e2 and RAHE B 0.88h/3e2 have been
observed while the longitudinal resistance Rxx decreases, sug-
gesting the existence of the QAH in pristine graphenes. The
ferromagnetism in pristine monolayer graphene can still be
observed at a temperature as high as 300 K, which raises
exciting questions on ferromagnetism in lower dimensions24,25

and may lead to new applications in pure carbon-based
devices26,27 and spintronics.23,28

4. Experimental section
Device fabrication

The graphene hall bar devices were fabricated from high-
quality monolayer graphene using a mechanical stripping
meathod.8,9,29,30 Firstly, graphene flakes were exfoliated from
natural graphite (Alfa Aesar) by using Scotch transparent tape
(3 M) and then were transferred onto p-type doped Si substrates
(10 � 10 mm2) with 285 nm SiO2. Monolayer graphene flakes
were identified by optical contrast under an optical microscope
(Leica DM4000), and their positions were recorded under �100
magnification. The layer number of graphene was further
identified with a combination of Raman spectroscopy (Fig. S9,
ESI†)18 and atomic-force microscopy (Fig. S10 and S11, ESI†).18

Based on the position and orientation of graphene, the graphene
flakes were then patterned using poly(methyl methacrylate)
(PMMA, B600 nm thick) and electron-beam lithography (Vistec
EBPG 5000plus ES) followed by developing with 1 : 3 MIBK: IPA
solution. After this, 50–80 nm Mo was deposited with magnetron
sputtering (Lesker Lab 18) at a pressure of 10�5 torr and a power
of 150 W followed by lift-off in acetone at 70 1C. The atomic force
microscopy (AFM) topographic image was obtained by AFM
(Bruker, Multimode 8-HR) in a tapping mode. Raman measure-
ments were carried out using micro-Raman spectroscopy
(Renishaw in Via Raman Spectroscope) under ambient condi-
tions with a laser wavelength of 514 nm. The laser power was
kept below 0.5 mW, and a 100� objective lens with a numerical
aperture of 0.90 can offer a laser spot size of B1 mm. Several
spectra were collected to ensure the credibility and repeatability
of the results.

Device measurement

For the characterization of devices at room temperature under
atmospheric conditions, electrical characterization studies of
the graphene hall bar device were performed using an Agilent
B1500A Semiconductor Device Analyzer and a probe station.
The magnetotransport measurements were performed using a
physical property measurement system (PPMS) equipped with a
magnetic field in the range of 0–9 T and the temperature in the
range of 2–300 K. Transport properties were measured in
standard Hall bar geometry through the standard lock-in
technique with an AC current of 5 mA (13 Hz). We changed
the current to ensure the credibility and repeatability of the
transport results, and found no signal variation upon changing
the current amplitude.
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