Open Access Article. Published on 03 January 2023. Downloaded on 1/29/2026 4:16:40 AM.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

Nanoscale

W) Check for updates

Cite this: Nanoscale, 2023, 15, 2567

Received 4th October 2022, Changjm son,

Accepted 31st December 2022
DOI: 10.1039/d2nr05499j

rsc.li/nanoscale

Metasurfaces are artificially structured surfaces able to control the
properties of light at subwavelength scales. While, initially, they
have been proposed as means to control classical optical fields,
they are now emerging as nanoscale sources of quantum light, in
particular of entangled photons with versatile properties.
Geometric resonances in metasurfaces have been recently used to
engineer the frequency spectrum of entangled photons, but the
emission directivity was so far less studied. Here, we generate
photon pairs via spontaneous parametric down conversion from a
metasurface supporting a quasi-bound state in the continuum
(BIC) leading to remarkable emission directivities. The pair gene-
ration rate is enhanced 67 times compared to the case of an unpat-
terned film of the same thickness and material. At the wavelength
of the quasi-BIC resonance, photons are mostly emitted back-
wards, while their partners, spectrally detuned by only 8 nm, are
emitted forwards. This behavior demonstrates fine spectral split-
ting of entangled photons and their bi-directional emission, never
before observed in nanoscale sources. We expect this work to be a
starting point for the efficient demultiplexing of photons in nano-
scale quantum optics.

Nanoscale sources of light, such as nanoantennas, monoa-
tomic or few-atomic layers, and metasurfaces, are successfully
competing with their bulk counterparts as nonlinear frequency
converters."? Their advantages are small footprint, versatile
spectral properties, access to high nonlinearities and large
field enhancements, possible tunability, and multifunctional
operation. In recent years, they are also considered as promis-
ing elements for quantum photonics.>” Used at first just for
the transformation and shaping of quantum light® and for the
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generation of single photons,*® various nanoscale platforms
are now producing entangled photons, through spontaneous
four-wave mixing’ and spontaneous parametric down-conver-
sion (SPDC).*** In particular, resonances in metasurfaces
enable the enhancement of SPDC efficiency and shaping the
spectrum of the emitted photon pairs.'>'* At the same time,
an important degree of freedom for photon pairs - namely, the
direction of emission - remains almost unexplored.'® So far,
photon pairs have been generated from nanoscale sources
either (nearly) collinearly with the pumping radiation,”**™* or
in the backward direction.>'® Meanwhile, careful engineering
of such sources could offer a possibility of bi-directional emis-
sion of photons. Such a possibility, in particular, would
provide an easy way of splitting the photons of a pair.
Although counter-propagating photon pairs have been gener-
ated in waveguides,'®™® no such results have been reported for
nanoscale platforms so far.

In this work, we demonstrate bi-directional emission of
photon pairs through SPDC in a gallium phosphide (GaP)
metasurface supporting a quasi-BIC resonance. In SPDC, a
higher-energy photon of the pump radiation spontaneously
decays, due to the second-order nonlinear susceptibility ®),
into a pair of lower-energy photons, called signal and idler, as
depicted in Fig. 1a for the case of oppositely emitted photon
pairs. While the momentum conservation in an ultrathin
source like a metasurface is relaxed,'® the energy conservation
requires the relation between the wavelengths of the signal (s),
idler (i), and pump (p) photons: 4" + A, " =4,

All-dielectric metasurfaces supporting quasi-BIC resonances
are attractive platforms for SPDC due to their relatively high
damage threshold, allowing pump powers up to few tens of mw,
resonances with high quality (Q) factors, leading to the enhance-
ment of pair emission if one of the photons is at a
resonance,'®'* and the possibility to use materials with high y.

We use a GaP metasurface (Fig. 1b and c¢) where each unit
cell is formed by two elliptical nano-cylinders with the major
axis, minor axis, and height equal to 450 nm, 200 nm, and
150 nm, respectively. The centre-to-centre distance between
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(a) SPDC in a metasurface with the signal and idler photons emitted in opposite directions. (b) The shape and dimensions of the unit cell and

the electric field distribution. (c) An SEM view of the metasurface. (d) Left: the calculated white-light transmission (blue) and reflection (orange) spec-

trum of the metasurface. Right: the measured transmission spectrum.

the ellipses is 340 nm and the period of the unit cells is
700 nm. The total footprint of the metasurface is 100 pm x
100 pm.

Such a metasurface supports high-Q eigenmodes at the T’
point (i.e. when all unit cells have zero phase delay) that
emerge from the destructive interference between the in-plane
electric dipoles excited on each elliptic cylinder. If the cylin-
ders are parallel and the dipoles anti-parallel, the resulting
charge-current configuration is purely non-radiative in the
direction perpendicular to the surface, corresponding to an
out-of-plane magnetic dipole and an in-plane electric quadru-
pole. The resulting mode is a bound state in the continuum
(BIC), which, for an infinite array, has an infinitely high Q
factor, as it is completely decoupled from the far field.>® A con-
trolled coupling can be achieved by breaking the symmetry of
the unit cell, e.g. by tilting the ellipses with respect to each
other.”! The resulting projection of the electric dipole moment
on the metasurface plane (along the x axis in Fig. 1b) enables
a quasi-BIC mode that can now weakly couple to the far field.
(See ESI Fig. S1} schematically depicting how the quasi-BIC is
formed.) One can control the Q factor of the resonance by
varying the tilt angle: a larger angle enables a better coupling
to the far field but reduces the Q factor. In this work, we use a
metasurface with 20° tilt angle, which, according to simu-
lations (Fig. 1d, left), has a resonance at 1208 nm, seen as a
dip in the transmission spectrum and a peak in the reflection
spectrum, with the width of 10 nm. Our measurement
(Fig. 1d, right; see also the ESIf) shows the resonance at
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1184 nm, somewhat blue-shifted compared to the simulated
spectrum, which could be caused by imperfections in the fab-
rication or oxidization of the sample. This resonance, with Q ~
100, proved very efficient for the second harmonic generation
(SHG).*

Here, we use the metasurface in the ‘reversed’ way: while in
SHG, two photons merge to become a single higher-energy
photon, in SPDC a single pump photon splits in two. The
difference is that in SPDC, the signal and idler photons do not
have to be at the same wavelength; in fact, in our experiment
only one of them (further called the signal) is emitted at the
resonance wavelength. The quasi-BIC resonance enhances the
quantum vacuum field at the signal wavelength, which, in
turn, should increase the rate of SPDC."* The wavelength of
the idler photon is defined by the energy conservation and can
be shifted from the resonance. In this work, however, our
main study focuses on the directionality of the signal and idler
photons emission.

Despite the relaxed phase matching, SPDC in sources
thicker than few tens of nm has a certain directivity. Indeed,
the forward emission of both photons is still preferable to
their backward emission and even to the bi-directional emis-
sion because in the two latter cases, the wavevector mismatch
is still much larger than the inverse thickness of the source. In
metasurfaces, however, recent SPDC experiments showed very
different behavior. In particular, in some metasurfaces, signal
and idler photons were both emitted mainly backwards and
only in the vicinity of the resonance.'®"® In other metasur-

This journal is © The Royal Society of Chemistry 2023
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faces, both photons of a pair were emitted forwards, with only
one of them being at the resonant wavelength."* This can be
explained by resonances of the metasurfaces, which affect the
emission directivity. Here, we demonstrate bi-directional emis-
sion from a metasurface with quasi-BIC resonances that
support only normally coupled resonant modes at 1184 nm.

In experiment (Fig. 2a), we send continuous-wave (CW)
pump at 594 nm into the setup through a dichroic mirror
(DM) and focus it into the metasurface (MS) by a parabolic
mirror (PM) with the focal distance 50 mm. The pump is polar-
ized along the x direction (Fig. 1a), corresponding to the net
electric dipole moment of the metasurface unit cell (see the
ESIT). The spot size on the metasurface is 100 pm in diameter.
For collecting SPDC photons, the setup has transmission and
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Fig. 2 (a) The experimental setup. The pump, a CW laser at 594 nm, is
fed through dichroic mirror DM and focused on the metasurface (MS)
with parabolic mirror PM. The same PM collimates backward emitted
photons, while forward emitted photons are collimated by lens L1. After
the pump is removed with bandpass and long-pass filters F, lenses L2, 3
couple SPDC photons into single-mode fibers connected to two super-
conducting-nanowire single-photon detectors (SNSPD 1, 2). Depending
on what configuration of SPDC (forward, backward, or bi-directional) is
studied, SNSPDs are connected, respectively, either both, through a
fiber beamsplitter, to output port E, or both to output port A, or one
detector to output E and the other, to output port A. (b) The coinci-
dence histogram for bidirectionally emitted photons from a 70 mW
pump.
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reflection arms. In the transmission arm, we collimate the
photon pairs with lens L1 (focal length 50 mm) and filter out
the pump by a bandpass filter (central wavelength 1200 nm,
bandwidth 50 nm). In the reflection arm, the emitted photons
are collimated by the parabolic mirror and transmitted
through the dichroic mirror. At both outputs, photons are
coupled into a single-mode fiber (SMF) by lenses L2, L3, with
focal lengths 20 mm, and registered by superconducting-nano-
wire single-photon detectors SNSPD1,2.

To register photon pairs, we use the Hanbury Brown -
Twiss setup, splitting the photon flux between two SNSPDs
and registering the simultaneous arrivals of photons at both
detectors. We investigate three possible photon pair detection
geometries: with both photons of a pair emitted forward
(forward-forward), with both photons emitted backward (back-
ward-backward), and ‘bidirectional’ pairs, where one photon
is emitted forward and the other one, backward (forward-
backward). The measurement geometry is changed by choos-
ing a certain connection between the setup outputs, SNSPDs,
and a fibre beam splitter. In particular, for backward-back-
ward (forward-forward) detection, we connect the SMF output
A (E) with the input port D of the fibre beam splitter, whose
two output ports B, C, in their turn, are connected to SNSPD1,2.
For the forward-backward geometry, we connect the A and E
output ports with SNSPD1 and SNSPD2, respectively.

The output pulses of the detectors are sent to a time tagger,
which builds the distribution of their arrival time difference.
Fig. 2b shows this histogram for the forward-backward geome-
try, with the pump power 70 mW. The narrow peak at the
center indicates the simultaneous arrival of both photons at
the detectors (coincidence counts). Its width, approximately
200 ps, is determined by the time jitter of the detectors. The
background is caused by the accidental overlap of photons,
mostly due to the photoluminescence of the sample. Its level
is relatively high because the energy of the pump photons is
close to the bandgap of GaP. Still, the peak-to-background
ratio, also called coincidences-to-accidentals ratio (CAR),
exceeds 2 and this is an indication of pair emission.'® The rate
of pair generation is obtained by integrating all events in the
peak above the background and amounts to 0.24 + 0.02 counts
per s. For forward-forward and backward-backward geome-
tries, we also observe coincidences with CAR exceeding 2 (see
the ESIf), but the rates of pair generation are different, see
Table 1, second column.

We see that most (56%) of the photon pairs are registered
bidirectionally, one photon in the forward and the other one
in the backward direction. Among the registered pairs, only

Table 1 Coincidence rates and bandwidths for different measurement
geometries, with the metasurface pumped at 70 mW

Direction of photons  Coincidence rate [counts per s|] FWHM [nm]
Forward-forward 0.04 £ 0.01 6
Forward-backward 0.24 + 0.02 14
Backward-backward  0.15 + 0.02 5

Nanoscale, 2023,15, 2567-2572 | 2569
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9% are ‘forward-forward’ ones, which corresponds to the most
common geometry of SPDC observation. Partly, the rates of
‘unidirectionally’ emitted pairs are low because such pairs
have to be split by a beamsplitter, in which half of them are
sent into a single output port and not counted as a pair. But
largely, this is because the metasurface tends to emit the
signal photon (at resonance) backwards, while the idler
photon (off the resonant peak, at its shoulder) is emitted for-
wards or backwards, with close to equal probabilities. It
should be also noted that in an unstructured non-resonant
layer, both signal and idler photons are mostly emitted for-
wards (see the ESIT).

Further, we study the spectra of the photons emitted in all
three geometries. Because of the low SPDC rate, masked by
much stronger photoluminescence, we obtain the spectra
using the method of two-photon fibre spectroscopy, where
only coincidence counts are registered. In this method, a fibre
is inserted into the path of one or both photons, and the time
delay 7 between the photons of a pair, caused by the group vel-
ocity dispersion in the fibre, is mapped to their wavelength
separation AA.>® For pairs emitted not far from the degenerate
wavelength 4., after a fibre of length L inserted into the path
of one photon, the time delay is

7= D(Adeg) - L - A4, (1)

where D(1q4¢¢) is the dispersion parameter of the fibre at the
degenerate wavelength. The energy conservation condition
allows us then to find the spectra of both signal and idler
photons. The spectral resolution of such a measurement is 61
= 8tD " (Ageg)L ™", where 67 is the detector jitter.

With this method, we measure the spectra for three
different geometries. For the backward-backward (forward-
forward) cases, we insert 3 km of SMF-28 fibre between the A
(E) outputs of the setup and the D input of the fibre beamsplit-
ter. Because both signal and idler photons travel through the

View Article Online
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fibre, the right-hand side of eqn (1) should contain 2L instead
of L. With D(l4eg) ~# —13.79 ps nm™' km™, the spectral resolu-
tion is 2.8 nm.

For the forward-backward case, we insert 3 km of SMF-28
fibre between SNSPD 2 and the A or E output port. The spectral
resolution is in both cases 4.4 nm. Fig. 3 shows the normalized
spectra of photon pairs measured for all three cases. Red
solid vertical lines in each graph indicate the resonance
wavelength A, = 1184 nm, at which signal photons are emitted,
and dashed vertical lines, the idler wavelength 4; = 1192 nm,
related to it through the energy conservation condition.
The degenerate wavelength 1188 nm is marked by a black
dotted line. Solid lines are Gaussian fitting curves for each
measurement.

In both forward-forward (panel a) and backward-backward
(panel c) geometries, we observe a relatively narrow peak cen-
tered at the degenerate wavelength. In the bidirectional geome-
try (panel b), the spectra are different for the photons emitted
forward and backward, shown by blue pentagons and orange
triangles, respectively. As expected, the signal photon, at the
resonance wavelength, is emitted in the direction opposite to
the pump, while its idler ‘partner’ is emitted codirectionally
with the pump. We also notice that the widths of the spectra
are different: while the bidirectional emission has full width at
half maximum (FWHM) 14 nm, close to the width of the reso-
nance, the spectra of pairs emitted fully forward or fully back-
ward are twice as narrow (Table 1, third column). This behav-
ior resembles the one observed for a Mie-resonance metasur-
face in reflection geometry,'® where the spectrum of backward
generated pairs was also somewhat narrower than the reso-
nance. Apparently, this can happen because photons within
the resonance band (signal photons) are mostly emitted back-
wards (orange curve in Fig. 3b), while their idler partners
within the spectral band shifted symmetrically with respect to
the degenerate wavelength (blue curve in Fig. 3b) are mainly
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Fig. 3 The SPDC spectra for (a) forward—forward, (b) forward—backward, and (c) backward—backward measurement. Solid lines are Gaussian fits.
Vertical solid and dashed lines in the graphs indicate the resonance wavelength and the wavelength related to it through the energy conservation

condition. Vertical dotted lines show the degenerate wavelength.
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Fig. 4 Enhancement of photon pair generation. Coincidence counts
rate per pump power for the metasurface (color) and an unpatterned
150 nm thick GaP film (grey stars). In the latter case, the measurement
was made for a 400 nm film and the rate was reduced to account for
the smaller thickness.

emitted forward, contributing only to forward-backward
counts. Thus, the unidirectional pairs, emitting either both
forward or both backward, can only be within the narrow spec-
tral minimum around the degenerate wavelength in Fig. 3b,
where fewer forward-backward pairs are generated.

Finally, Fig. 4 demonstrates the enhancement provided by
the quasi-BIC resonance. To evaluate it, we measure the spec-
trum of photon pairs emitted by an unpatterned GaP film of
thickness 400 nmji in the forward-backward geometry. The
corresponding spectrum is shown by pink colour, after nor-
malization by a factor of 7, due to the larger film thickness,
which enters quadratically, and to the pump power, which was
only 20 mW in this case. After overlapping this spectrum with
the spectral distribution of pairs bidirectionally emitted from
the metasurface, we see that the latter provides a 67-times
enhancement in coincidence rate compared to an unpatterned
GaP film of the same thickness. This enhancement is only
observed within a narrow spectral range, while the unpat-
terned film, as in earlier experiments,”'® generates a very
broad SPDC spectrum. For the most efficient case, forward-
forward emission, the unpatterned GaP film of thickness
400 nm showed a count rate of ~0.18 Hz with 65 mW pump
over the effective bandwidth 26.3 nm (see the ESIY).

The pair generation rate increases due to the resonance of
the metasurface. The vacuum field at the resonance frequency
is enhanced and it results in the enhanced pair generation
when the signal photon is emitted at the resonance frequency.
The enhancement is proportional to the Q factor since it
describes how much field is confined in the material.

We also compare the coincidence rate to ones obtained in pre-
vious works for lithium niobate (LiNbO5;)'® and gallium arsenide
(GaAs)'* metasurfaces, and a LiNbO; layer where SPDC is

This journal is © The Royal Society of Chemistry 2023
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Table 2 Comparison to other works on photon pair generation
enhanced by resonances in metasurfaces

Material Thickness [nm] Enhancement Rate [mHz mW ']
LiNbO; *° 700 128 77

GaAs™ 320 >1000 8

LiNbO, ** 304 450 21

GaP (this work) 150 67 34

enhanced nonlocally with a metasurface'® in Table 2. The count
rates per unit pump power are low compared to bulk sources
because of the small thicknesses of the metasurfaces; however,
they are still substantial due to the resonant enhancement. Note
that the coincidence rate should scale quadratically with the thick-
ness, which explains the low rate obtained for our metasurface,
the thinnest one in the list. The table also shows the enhance-
ment of the coincidence rate compared to that of unpatterned
films of the same thickness. This enhancement scales with the Q
factors of the resonances, but it also depends on the electric field
direction with respect to the nonlinear tensor structure.

In conclusion, we have generated photon pairs via SPDC in
a GaP metasurface with a quasi-BIC resonance. The metasur-
face has a peak of reflectivity (and a dip of transmissivity) at
the resonance wavelength. As a result, photon pairs are prefer-
ably generated with the signal photon at the resonance wave-
length and the corresponding idler photon at the wavelength
satisfying the energy conservation. The spectral rate of photon
pair generation is in this case enhanced 67 times compared to
SPDC in an unpatterned film of the same thickness. The study
of the directionality of pair emission showed that among the
photon pairs, only 9% are registered in the common ‘forward’
geometry and 35%, in the ‘backward’ geometry. Most (56%) of
photon pairs are registered bidirectionally. The photon at the
resonance wavelength is emitted backwards and its pair
photon is emitted forwards.

Such bidirectional emission has been never observed before
in nanoscale sources. It demonstrates an example of multi-
functional operation: the metasurface not only generates a
photon pair, but splits the two photons, whose wavelengths
differ by only 8 nm. These results will help in the design of
metasurfaces for the generation of quantum states of light. In
particular, the bidirectional emission of correlated photons
enables heralded preparation of single photons. Moreover, the
use of both (forward-backward) directions of emission will
fuel the development of more complicated architectures of
nanoscale sources of quantum light.
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