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Enhancing CO2 electrolysis performance with
various metal additives (Co, Fe, Ni, and Ru) –
decorating the La(Sr)Fe(Mn)O3 cathode in solid
oxide electrolysis cells†

Sang Won Lee,‡a,b Tae Heon Nam,‡a,c Minkyu Kim,a Seokhee Lee,a

Kyu Hyung Lee, *c Jong Hyeok Park *b and Tae Ho Shin *a

Perovskite oxide shows great promise as an alternative fuel electrode material in solid oxide electrolysis

cells (SOEC) for the specific CO2 electrochemical reduction, because of its excellent coking resistance.

However, use of perovskite oxide is limited by its poor catalytic activity in CO2 reduction. In this study, we

investigated the use of various metal additives (Co, Fe, Ni, and Ru) on a La(Sr)Fe(Mn)O3 (LSFM) fuel elec-

trode for CO2 reduction in a commercial infiltration process. Based on the electrochemical impedance

spectroscopy (EIS) results, we determined the catalytic activity and reaction kinetics of CO2 reduction for

metal catalysts. In addition, the distribution of relaxation times analysis was conducted to investigate the

adsorption and dissociation processes of CO2 molecules for each catalyst. Consequently, when the Fe

catalyst was applied in a LSFM fuel electrode for La0.8Sr0.2Ga0.8Mn0.2O3 (LSGM) electrolyte-supported

cells, an electrolysis performance of 2.201 A cm−2 at 1.5 V in CO2 electrolysis was obtained at 1123 K.

Introduction

With the rapidly increasing energy demand worldwide, fossil
fuel consumption, which accounts for 85% of the supplied
energy, has caused energy and climate crises because of the
associated CO2 emissions. Due to sustainability challenges,
global energy and emission policies aim for net-zero or net-
negative emissions of greenhouse gases, including CO2, by the
year 2050.1–3 Therefore, researchers are currently focused on
electrochemical CO2 reductions of fuel and chemical feed-
stocks to create a sustainable society.4–7 However, the CvO
bond energy in CO2 shows an intrinsic stability of 806 kJ
mol−1, which makes CO2 reduction challenging, especially at
low temperatures.8–11 Moreover, solid oxide electrolysis cells
(SOECs) show great potential as promising electrochemical
devices for carbon capture and utilization, because they enable
highly efficient direct conversion of CO2 to CO. The operating

temperature of the SOEC (>1073 K) can accelerate the pro-
cesses involved in CO2 reduction, such as molecular adsorp-
tion and dissociation. In addition, CO, a product of CO2

reduction, has been widely used in industrial applications,
where it is smelted to metal by using reducing oxides or is con-
verted to syngas by the Fischer–Tropsch process.12,13

The electrochemical reactions in SOECs are mostly domi-
nated by the fuel electrode, where the CO2 reduction is per-
formed at the electrode surface. The Ni-based fuel electrodes
are commonly used in SOECs because of their high electro-
chemical activity and good conductivity for current collection.
However, Ni electrodes suffer from inhibition of the redox
instability, or deactivation of Ni due to a carbon buildup
(coking) on the Ni electrode surface when directly exposed to a
CO2/CO atmosphere.14–16 Therefore, from the perspective of
CO2 electrolysis in SOECs, alternative materials with catalytic
activity, electrical conductivity (EC), and durability in the CO/
CO2 redox reaction are essential. Consequently, perovskite
oxide is attracting attention as a candidate because of its excel-
lent CO2 redox stability and carbon coking tolerance.15,17,18

Among these, the La(Sr)FeO3-based perovskite oxides have
high ionic and electrical conductivities, as well as catalytic pro-
perties because of the Fe4+/Fe3+ couple, which is compensated
for by oxygen vacancies.19 The abundant oxygen vacancies in
Fe-based perovskite oxides can provide active sites for CO2

adsorption and dissociation.20,21 For example, Ishihara et al.
have reported that Mn-doped La0.6Sr0.4Fe1−xMnxO3 used as a

†Electronic supplementary information (ESI) available: Supplementary figures.
See DOI: https://doi.org/10.1039/d3qi00379e
‡These authors contributed equally.

aKorea Institute of Ceramic Engineering and Technology, Jinju-si,

Gyeongsangnam-do 52851, Republic of Korea. E-mail: ths@kicet.re.kr
bDepartment of Chemical and Biomolecular Engineering, Yonsei University,

50 Yonsei-ro, Seodaemun-gu, Seoul 120-749, Republic of Korea.

E-mail: lutts@yonsei.ac.kr
cDepartment of Materials Science & Engineering, Yonsei University, 50 Yonsei-ro,

Seodaemun-gu, Seoul 120-749, Republic of Korea. E-mail: khlee2018@yonsei.ac.kr

3536 | Inorg. Chem. Front., 2023, 10, 3536–3543 This journal is © the Partner Organisations 2023

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 0

2 
M

ay
 2

02
3.

 D
ow

nl
oa

de
d 

on
 1

2/
4/

20
25

 1
:5

7:
30

 P
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online
View Journal  | View Issue

http://rsc.li/frontiers-inorganic
http://orcid.org/0000-0001-6843-6706
http://orcid.org/0000-0002-6629-3147
http://orcid.org/0000-0002-9001-7863
https://doi.org/10.1039/d3qi00379e
https://doi.org/10.1039/d3qi00379e
http://crossmark.crossref.org/dialog/?doi=10.1039/d3qi00379e&domain=pdf&date_stamp=2023-06-09
http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d3qi00379e
https://pubs.rsc.org/en/journals/journal/QI
https://pubs.rsc.org/en/journals/journal/QI?issueid=QI010012


fuel electrode showed high activity for CO2 electrolysis without
coke deposition under CO2 (50%)–CO-Ar (1%) conditions, at a
relatively low oxygen partial pressure.22 Furthermore, Peng
et al. reported an excellent phase stability and carbon tolerance
of the La0.6Sr0.4Fe0.9Mn0.1O3 (LSFM) fuel electrode for CO2

electrolysis in a symmetrical cell. However, these cell perform-
ances are still insufficient because of their lower EC and
catalytic activity compared to conventional Ni-based fuel
electrodes.22,23 To solve this problem and achieve a higher per-
formance, an additional catalyst was blended into the fuel
electrode. Ishihara and co-workers also reported Ni–Fe mixed
with La(Sr)Fe(Mn)O3 as a composite metal/ceramic fuel elec-
trode, which displayed a remarkable performance by increas-
ing the catalytic activity and number of reaction sites for CO2

reduction.24 Therefore, because the addition of suitable cata-
lysts to promote CO2 reduction plays an important role,
research should be conducted on various metal catalysts in
SOECs.

Herein, we report on the investigation of the use of various
metal catalysts (Co, Fe Ni, and Ru) as active additives on the
surface of LSFM using the infiltration method. These metal
additives affect the surface-absorption energies of the metal
catalysts, which accelerate the chemical adsorption of CO2.
The metal catalysts were validated using electrochemical impe-
dance spectroscopy (EIS), and their electrochemical properties.
Moreover, the performance of the metal-added LSFM electrode
was characterized using La0.8Sr0.2Ga0.8Mg0.2O3 (LSGM) electro-
lyte-supported cells, and these metal catalysts improved the
electrocatalytic activity of the fuel electrode for CO2 reduction
in SOECs.

Experimental section
The SOEC preparation

An LSGM electrolyte-supported cell was used to measure its
high electrochemical ability. A disk of the electrolyte was
prepared by uniaxial pressing, using commercially available
LSGM powders (Fuel Cell Materials, USA) at 30 MPa, followed
by sintering at 1773 K for 5 h to obtain a high densification of
the electrolyte. The thickness of the LSGM electrolyte was
adjusted to 200 μm by polishing. The LSFM and the
Sm0.5Sr0.5CoO3 (SSC, Kceracell, Korea) electrode materials were
mixed with a terpineol-based ink vehicle (Fuel Cell Materials,
USA) in a three-roll mill to produce uniformly mixed pastes.
Both pastes were screen-printed on each side of the electrolyte
with a working area of 0.196 cm2, and they were co-sintered at
1273 K for 1 h.

Metal infiltration process

For metal infiltration, Ru(NO)(NO3)3 (Alfar Aesar, USA),
Co(NO3)2·6H2O (Sigma-Aldrich, USA), Fe(NO3)3·9H2O (Wako
Chemicals, Japan), and Ni(NO3)2·6H2O (Alfar Aesar, USA) were
employed as metal precursors. A stoichiometric concentration
of 0.001 M of the infiltration precursor was fully dissolved in
distilled water. Acetone was then added to the solution to

reduce the surface tension. Subsequently, 5 μL of the metal
precursor solution was lightly dropped onto the LSFM elec-
trode using a micropipette. The metal-precursor-infiltrated
samples were then completely dried at room temperature. The
dried samples were fired at 673 K for 30 min to decompose the
organic compounds. Subsequently, the samples were sintered
for crystallization at 1073 K for 1 h.

Characterization

X-ray diffraction (XRD) analysis (D8 DISCOVER, Bruker,
Germany) was performed to determine the crystal structure of
the electrode, and to confirm the chemical compatibility
between the infiltrated metal catalyst and the electrode. This
was investigated in the 2 θ range of 10–90° with Cu Kα radi-
ation (λ = 1.5406 Å). The morphology and microstructure of
the infiltrated metal particles on the LSFM electrode were con-
firmed using field-emission scanning electron microscopy
(FE-SEM, JSM-7610F, Jeol, Japan). The CO2 temperature-pro-
grammed desorption (TPD) was measured to clarify the physio-
chemical characterization of the CO2 reduction in the elec-
trode. After the adsorption process in 10% CO2–He at 773 K
for 1 h, the analysis was performed up to 1173 K under He.

Electrochemical performance of the LSGM-based cell

To test the performance of the fabricated cell, a gold-grid
(Heraeus, USA), for current collection, was screen-printed onto
both the fuel and air electrodes. The cells were measured
using two alumina pipes attached to a Pyrex glass ring for gas-
sealing. Each electrode was in contact with a Pt mesh and lead
lines for electrochemical evaluation. For fuel cell performance,
3% humidified hydrogen and oxygen were supplied to the
chamber as the fuel and oxidant, respectively. In addition, a
CO2 : CO gas mixture (50 : 50) was fed as the fuel for CO2 elec-
trolysis. This gas feeding was controlled to 100 mL min−1 by a
mass flow controller. To evaluate the electrochemical pro-
perties of the LSFM electrode, the current–voltage character-
istics (I–V) were measured using a potentiostat (VMP-300,
BioLogic, France). Impedance measurements were performed
using the potentiostat with an AC amplitude of 30 mV. The fre-
quency of the impedance ranged from 0.1 Hz to 1 MHz.
Furthermore, the EIS data were fitted using ZView software,
which could implement an equivalent circuit model. The
internal resistance overpotentials of the metal-infiltrated cells
were measured using the current interruption method. To
better characterize the performance of the electrode impe-
dance process, the distribution of the relaxation time was ana-
lyzed (MATLAB) using the complex nonlinear least-squares
method. The regularization parameter was 10−4. The faradaic
efficiency (FE) was calculated by using gas chromatography
(6890N, Agilent, USA) with a Carboxen 1000 columns.

Results and discussion

The infiltration process causes various catalytic activities at
existing porous electrodes. A wet process involving metal salt
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precursors was introduced into the porous LSFM electrode.
After subsequent heat treatment, the metal catalysts formed
on the surface of the LSFM electrode. The XRD analysis was
performed to confirm the chemical stability and formation of
the metal catalysts on the LSFM electrode after the infiltration
process. Fig. 1 shows the XRD patterns of bare and metal-infil-
trated LSFM after heat treatment at 1073 K for 1 h. The LSFM
materials only showed a pattern corresponding to perovskite-
based LaFeO3 (JCPDS 37-1493), which has an orthorhombic
structure as the dominant phase. After the infiltration process,
the patterns confirmed the crystallinity of the perovskite phase
without distinct impurity peaks of the secondary phases,

which indicated the stability of the metal catalyst on the LSFM
backbone. In addition, the metal-based catalysts were identi-
fied by their intrinsic peaks in the form of metal oxides. These
metal catalysts were expected to improve cell performance by
accelerating the adsorption and dissociation of the CO2 mole-
cules during the CO2 electrolysis.

25,26

Fig. 2 shows the HR-SEM images which demonstrate the
microstructure of the LSFM and the infiltrated LSFM electro-
des. The images show that each metal particle is visible on the
internal LSFM surface, leading to an increase in surface rough-
ness. In addition, the EDS mapping indicates a high degree of
overlap in the distribution of Co, Fe, Ni, and Ru, which is con-
sistent with the LSFM backbone. These observations con-
firmed that the metal nanocatalyst is evenly dispersed across
the LSFM surface. Although there are slight differences in par-
ticle size, the metal particles have high coverage and are well-
distributed at the nanoscale, which can also be expected to
have a nano size effect. These well-distributed nanoparticles
are ideal for extending the reactive active sites to enhance the
electrode reactions. In the electrochemical reactions, metal cat-
alysts adsorb CO2 molecules to form carbonate intermediates,
which rapidly provide electrons to accelerate the dissociation
reaction into CO and O2−. In addition, the well-distributed
nanoparticles are ideal for enhancing the electrode reaction by
expanding the reactive active sites and triple-phase boundaries
(TPBs).27 Therefore, in addition to CO2 electrolysis, the metal-
infiltrated LSFM is superior to LSFM in humidified hydrogen
fuel cells.

Fig. 3a shows the I–V curves of the cell containing the LSFM
and infiltrated LSFM electrodes under humidified hydrogen at
1073 K. Overall, the addition of metal catalysts improved the

Fig. 1 X-ray diffraction (XRD) patterns of bare and infiltrated LSFM elec-
trodes with various metal-based catalysts (Co, Fe, Ni, and Ru) after sin-
tering at 1073 K.

Fig. 2 Scanning electron microscopy (SEM) images and EDS mapping results taken for (a) LSFM-Ru, (b) LSFM-Co, (c) LSFM-Fe, and (d) LSFM-Ni
electrodes after sintering at 1073 K.

Research Article Inorganic Chemistry Frontiers
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performance of the cell. The LSFM-Ru electrode cell achieved
the highest performance of approximately 1.05 W cm2 which
is about twice the maximum power density of a bare LSFM cell
(0.56 W cm2). As shown in Fig. 3b, the ohmic resistance (Ro)
was calculated from the intercept point of the high-frequency
region along the real axis of the Nyquist-plots. After infiltra-
tion, the Ro decreases, which is likely to be because the metal
precursor solution improves the interfacial stability between
each particle and layer.28 In terms of the polarization resistance,
which accounts for the electrochemical reactions, the overpoten-
tial was estimated by using the current interruption method
(Fig. 3c) as a function of current density. As expected, the
electrochemical reaction of the bare LSFM was enhanced
because of metal catalytic activity. For the LSFM-Ru, the overpo-
tential was significantly decreased compared to that of the
others at under humidified hydrogen (Ru > Fe ≥ Ni > Co). This
result implies that the various metal catalysts decrease the mole-
cular surface activation energy of the electrode, enhancing the
electrochemical reaction of SOFC under a hydrogen atmosphere.

To evaluate the electrochemical performance of the CO2

reduction for electrolysis, the cell containing the LSFM and

the infiltrated LSFM electrodes was tested under a blend of
CO2 : CO gases (50 : 50) at 1123 K, the results of which are
shown in Fig. 4. Table 1 summarizes the open-circuit voltage
(OCV), cell performance, and resistance values obtained from
the EIS data with the different metal catalysts. In the CO2 : CO
(50 : 50) atmosphere, the OCV of the LSFM-based electrodes
was approximately 0.96 V, which is close to the theoretical
value expected from the Nernst equation, and this indicated
the good gas-sealing of the cell.29 Moreover, the satisfactory

Fig. 3 (a) The I-V curves and (b) the impedance data of single cells of LSFM and infiltrated LSFM electrodes (Co, Fe, Ni, and Ru) at 1073 K under
H2O : H2 (3%:97%. (c) The polarization overpotential is calculated from the impedance data.

Fig. 4 (a) The CO2 electrolysis performance with the infiltrated LSFM electrode feeding CO2 : CO (50 : 50) at 1123 K. (b) Total impedance spectra of
the cell with the infiltrated LSFM electrode at 1123 K.

Table 1 The electrochemical properties of CO2 electrolysis with LSFM
and metal-infiltrated LSFM at 1123 K: open-circuit voltage (OCV), the
current density at 1.5 V, and the EIS results

Sample OCV
Current density @1.5 V
(A cm−2) Ro (Ω cm2) Rp (Ω cm2)

LSFM 0.961 1.640 0.223 0.182
LSFM-Ru 0.961 2.084 0.172 0.112
LSFM-Co 0.962 2.034 0.176 0.123
LSFM-Fe 0.963 2.201 0.171 0.110
LSFM-Ni 0.963 1.879 0.177 0.119
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linear relationships between current density and voltage imply
that the fuel CO2/CO mixture is an appropriate feedstock
without cell starvation at a high current density.

From the I–V curve shown in Fig. 4a, it can be seen that the
LSFM-Fe electrode achieved a current density of 2.201 A cm−2

when 1.5 V was applied. This value is higher than those of
the other cells (1.640, 2.084, 2.034, and 1.879 A cm−2 for the
different electrodes of LSFM, LSFM-Ru, LSFM-Co, and
LSFM-Ni, respectively). Therefore, the Fe infiltration of the
LSFM electrode has good catalytic activity in the CO2 reduction
reaction of a SOEC (Fe > Ru ≥ Co > Ni). According to the EIS
results shown in Fig. 4b, Ro and Rp were decreased by the infil-
tration process, which is consistent with the results shown in
Fig. 3. In terms of Rp interpreted as electrochemical reactions,
the LSFM-Fe electrode showed a lower Rp value of 0.110 Ω cm2

among the infiltration applications. Contrary to the fuel cell
mode, the Fe metal additives had a better catalytic activity
than others in the CO2 electrolysis mode. However, the Ru
additives also showed a fairly good performance as an additive
to enhance the surface catalytic activity for the CO2 reduction.
This observation can be attributed to the varying electro-
chemical CO2 reduction by the metal catalyst, which depends
on the extent of chemisorption of the CO/CO2 molecules on
the different metal surfaces.

To further identify the effect of the metal catalyst on the
LSFM electrode, we calculated the activation overpotential,
which is expressed as:30

ηact ¼ EOCV � Vmeasure � ηohmic ¼ EOCV � Vmeasure � iRohmic

where EOCV denotes the OCV value, Vmeasure denotes the
voltage applied at a specific current density (i) in the I–V
curves, i denotes the current density, and Rohmic denotes the
ohmic resistance of the electrolyte from the EIS results. When
ηact is large, the Butler–Volmer equation can be simplified to
estimate the activation overpotential:

ηact ¼ � RT
αnF

ln ði0Þ þ RT
αnF

ln ðiÞ

where R denotes the gas constant, T denotes the temperature,
F denotes the Faraday constant (96 485 C mol−1), n represents
the number of electrons for CO2 electrolysis (n = 2), and i0 and
α are the exchange current density and the charge transfer
coefficient, respectively, which were determined using Tafel
fitting at 0.1–0.2 V. Fig. 5 and Table 2 show the i0 and α values
of the LSFM-based cells. For CO2 reduction in the electrolytic
mode, the α values of the LSFM-based electrode cells were less
than 0.5. This might be explained by the relatively lower con-
ductivity of the LSGM electrolytes than that of the liquid
system, plus the solid electrolyte strongly depends on tempera-
ture, and thus they behave like non-liquid electrolytes.31 In the
case of the LSFM-based electrode cells on the LSGM electro-
lyte, the LSFM, LSFM-Ru, LSFM-Co, LSFM-Fe, and LSFM-Ni
had α values of 0.31, 0.31, 0.32, 0.34, and 0.30, respectively.
However, these results do not present a major problem
because the introduction of a catalyst enhances the electro-
chemical reaction. For the calculated exchange current
density, the LSFM-Fe and LSFM-Ru electrodes exhibited a
superior i0 (0.664 A cm−2 and 0.651 A cm−2, respectively) to
that of the bare LSFM electrode (0.548 A cm−2). The value of i0
was increased by introducing a metal catalyst, which is consist-
ent with the cell performance discussed previously (Fe > Ru ≥
Co > Ni). An increase in i0 suggested that metal catalysts,
especially Fe and Ru, accelerated the electrode surface
exchange kinetics.32 Because SSC was equally applied to the

Fig. 5 (a and b) The Tafel plot (fitted with an overpotential of 0.1–0.2 V) of the LSFM and metal-infiltrated LSFM electrodes (Co, Fe, Ni, and Ru) in
the CO2 electrolysis at 1123 K.

Table 2 Exchange current density (io) and the transfer coefficients (α)
of LSFM, LSFM-Co, LSFM-Fe, LSFM-Ni, and LSFM-Ru electrodes

Sample α io(A cm−2)

LSFM 0.31 0.548
LSFM-Ru 0.31 0.651
LSFM-Co 0.32 0.622
LSFM-Fe 0.34 0.664
LSFM-Ni 0.30 0.573

Research Article Inorganic Chemistry Frontiers
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oxygen electrodes of all the cells, the improvement of α and i0
can mainly contribute to the metal-infiltrated fuel electrode.

To gain a deeper insight into the kinetics of the electro-
chemical reactions in metal-incorporated electrodes, the distri-
bution of the relaxation time analysis was performed using the
EIS data.33 Fig. 6a shows the plots of the distribution of the
relaxation time for the electrochemical processes for the elec-
trodes at 1123 K in CO2 electrolysis. The electrochemical
process can be deconvoluted into three peaks (P1, P2, and P3),
as shown in Fig. 6a. Specific peaks represent the rate-determin-
ing steps (RDSs) of the electrochemical reactions. P1 is con-
cerned with the transfer of O2− through the interface between
the electrode and the LSGM electrolyte. P2 is correlated with
the dissociation of the adsorbed CO2 molecules into carbonate
intermediates and CO. P3 is associated with the adsorption of
CO2 molecules onto the electrode surface.34 For the LSFM elec-
trode, the reactions in all the processes were enhanced by
introducing a metal catalyst. To quantify the contribution of
each process from the impedance results, an equivalent circuit
model was used based on the distribution of the relaxation
time analysis at 1123 K (Fig. 6b). The value of RP1 decreased

because of the improved interfacial stability between the elec-
trode and electrolyte during infiltration. The value of RP1 of
the LSFM-Ni electrode cell was higher than that of the other
metal-infiltrated electrode cells. This was probably due to the
slight reactivity with the electrolyte, which is consistent with
the Ro results of the impedance.35 In the P2 process, the metal
nanoparticle was strongly concerned with the dissociation
process of the adsorbed CO2 molecules by the donating elec-
trons.36 In our case, the Ni catalyst showed the best catalytic
activity in the P2 process, followed by Ni > Fe > Ru ≥ Co. This
may be attributed to the interaction between the metal par-
ticles and the carbonate intermediate on the LSFM electrode.
Consequently, various factors caused by the catalytic activity of
the metal particles, and the interaction between metal catalysts
and perovskite oxides, should be considered when selecting
the optimal catalyst. Because this is unclear, further studies on
the use of SOECs are still required. For CO2 electrolysis at the
fuel electrode, CO2 adsorption, which is the initial step in the
electrochemical CO2 reduction, is also important. In the sub-
sequent P3 process, the Fe and Ru catalysts showed smaller
peaks compared to the Co and Ni catalysts, suggesting that

Fig. 6 (a) Comparison of plots of the distribution of relaxation times (DRT) for LSFM and the infiltrated LSFM electrodes at 1123 K. (b) Polarization
resistance of each cell calculated from the circuit model fitting results, and (c) the CO2-TPD profiles of the metal infiltrated LSFM.

Fig. 7 Faradaic efficiency of the cell with (a) bare LSFM, and (b) LSFM-Fe electrode with a CO2 : CO gas (50 : 50) mixture at 1123 K.
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they had a stronger or more favorable impact on the adsorp-
tion behavior of CO2. These comprehensive results suggest
that appropriate metal catalysts should be explored from
various perspectives, such as molecular adsorption and dis-
sociation. In order to investigate the adsorption and desorp-
tion process in the metal-infiltrated electrodes for CO2

reduction, CO2-TPD was conducted as shown in Fig. 6c. The
results obtained revealed the presence of two distinctive peaks
at 373–573 K and 873–1173 K for all the electrodes.
Interestingly, the Fe catalyst exhibited the strongest peak in
the high-temperature range, which corresponds to the operat-
ing temperature of the SOECs. This finding indicates the
superior performance of Fe catalyst at high temperatures, as
it activates more active sites for CO2 adsorption and
dissociation.

Fig. 7 illustrates the FE of the LSFM and LSFM-Fe electrode
cells under varying current densities. The FE can be calculated
by the following equation by using the measured CO pro-
duction rates in the composition of the gas outlets:

FE ¼ nCO;measured

I � n� F
� 100 ð%Þ;

where I is the current density and nCO,measured is the measured
CO production rates in the EC mode. The nCO,measured gradu-
ally increased as higher electrolysis currents were applied. The
LSFM-Fe electrode exhibited a high FE at about 93%, which is
attributed to the high surface activity of the metal catalyst,
compared to the LSFM electrode with an FE of 83%. These
results suggested that the Fe nanoparticles in the LSFM elec-
trode have a good CO2 reduction activity, making the LSFM-Fe
electrode more efficient for CO2 conversion.

Conclusions

In this study, we investigated the activity of various metal cata-
lysts on LSFM fuel electrodes for the electrochemical oxidation
of H2, and CO2 reduction. The Ru catalyst on the LSFM elec-
trode had the best electrochemical performance (1.05 W cm2

at 1073 K) with a low overpotential in the H2 SOFC at 1073 K,
which was approximately two-fold higher than that of the
LSFM electrode (Ru > Ni > Fe ≥ Co). In the CO2 electrolysis
mode, the cell with the LSFM-Fe electrode achieved a current
density of 2.201 A cm−2 at 1123 K when a voltage of 1.5 V (Fe >
Ru ≥ Co > Ni) was applied. Unlike the hydrogen application,
the Fe catalyst exhibited better catalytic activity and accelerated
the electrode surface exchange kinetics better than Ru in CO2

reduction, and this was found from the polarization resistance
obtained by using EIS, and the high-exchange current density.
In addition, the distribution of the relaxation time results pro-
vides insights into the activity of each metal catalyst in the
electrochemical CO2 reduction. Consequently, the Fe and Ru
catalysts exhibited a higher adsorption of CO2 molecules,
which is the starting step of the CO2 reduction. The LSFM-Ni
electrode showed a higher catalytic activity than the LSFM-Fe
and LSFM-Ru electrodes because of the interaction of the cata-

lyst with the carbonate intermediate and the LSFM structure.
These results suggest that suitable metal catalysts should be
explored from various perspectives, such as molecular adsorp-
tion and dissociation.
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