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Scintillators have been widely used in medical examinations, security inspections, aerospace and other
applications with the ability to convert X-rays into UV/visible light. However, it remains a challenge to
design and synthesize scintillators that feature low cost, high stability and easy preparation into flexible
films. Here, we prepared a hew 3D MOF [Sr,(DOBPDC),(DMF)],, 1 by a short-cycle solvothermal method.
Due to the synergistic contribution of the heavy metal and luminous organic functional motifs, com-
pound 1 shows a higher X-ray responsive sensitivity than commercial scintillators BaF, and PbWO,. The
light yield of 1 is superior to those of some of our previously reported lead-based MOF scintillators at the
same dose rates. The scintillation mechanism was elucidated using optical spectra and theoretical calcu-
lations. Benefiting from the strong connection between the metal atom and the rigid organic ligand, the
structure and scintillation intensity of 1 remain almost unchanged while being immersed in water for 30 d,
which confirms its outstanding water resistance. Meanwhile, the flexible scintillation screen 1-film was
prepared by knife coating, and X-ray imaging with a spatial resolution of 5 lp mm~ was achieved. The 1-
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film also shows high resistance to fatigue, irradiation and humidity, and also maintains favorable X-ray
imaging quality after being stored under ambient conditions for 30 d. This work provides new insight for
the design and synthesis of stable and efficient MOF-based scintillators used in flexible scintillation

rsc.li/frontiers-inorganic screens.

posed of light atoms, such as C, N and O, result in poor X-ray
absorption and relatively low scintillation intensity in spite of

1. Introduction

Scintillators as the core of indirect X-ray detectors by convert-
ing X-ray photons into UV/visible light have been widely
applied in medical imaging, public security, industrial nondes-
tructive flaw detection and aviation detection.'™ The tra-
ditional inorganic scintillators such as CsI:Tl, Bi;Ge3;0;,(BGO),
PbWO,(PWO) and YAIOj;:Ce are grown as solid block materials
under harsh and costly preparation conditions,* which cannot
meet the requirement of flexible imaging of non-planar
objects (e.g. oral examination).>® Organic scintillators com-
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the advantages of easy preparation of flexible films, simple
synthesis and fast decay time.” Perovskites are considered as
highly promising scintillators due to their high light yield, but
their instability towards water and oxygen hinders their practi-
cal applications in X-ray detection and imaging.®° Therefore, it
is a great challenge and an urgent requirement to explore scin-
tillators used to prepare flexible films with high performance,
excellent stability and easy manufacture.

Metal-organic frameworks (MOFs) are crystalline materials
assembled from inorganic units and organic ligands by coordi-
nate bonds, which have features of functional tunability, struc-
tural designability and mild synthesis processes.'® By combin-
ing the respective advantages of the metal and organic ligand,
scintillation MOFs (SMOFs) have the merits of high stability
and easy film formation with polymer substrates, which is
expected to help achieve the fabrication of economical, stable
and flexible scintillation screens.'’ Moreover, the diverse
choices of metal atoms and organic ligands provide enormous
possibilities of various structures and properties. Therefore,
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the development of SMOF-based scintillation screens is feas-
ible and promising. It has been revealed that the organic com-
pound 3,3"-dihydroxy-4,4"-biphenyldicarboxylic acid (H,DOBPDC)
shows strong luminescence, and also MOFs constructed with
H,DOBPDC usually have robust structures to resist light, heat
and moisture, which satisfies the demand for building stable
H,DOBPDC-based SMOFs.'>™** On the other hand, most of the
currently reported SMOFs contain toxic heavy metals, such as
Pb, which is prone to pose a threat to human and biological
systems.'® It is necessary to select non-toxic or almost non-
toxic heavy metals as substitutes for toxic heavy metals in
SMOFs. Non-toxic elemental strontium not only has a relatively
large atomic number, but due to its multiple coordination
sites, the MOFs constructed with it tend to form dense struc-
tures, which are expected to facilitate the absorption of X-rays
and photoelectron transfer.'®

Based on the above considerations, a 3D Sr-based SMOF
[Sr,(DOBPDC),(DMF)], 1 was synthesized via a low-cost and
short-cycle solvothermal method. By synergizing the strong
X-ray absorption by inorganic heavy metals with the excellent
luminescence of organic ligands, compound 1 exhibits
remarkable radioluminescence (RL) intensity. It is worth men-
tioning that the detection sensitivity of 1 exceeds those of com-
mercial scintillators BaF, and PWO. The light yield of 1 is
higher than those of some of our previously reported Pb-based
SMOFs at the same dose rate of 42.29 mGy s~ '. Moreover, 1
shows high resistance to irradiation or fatigue, and maintains
its structure and RL intensity after being immersed in water
for 30 d, ensuring long-term stable operation. With the excel-
lent scintillation sensitivity and prominent stability of 1, the
flexible scintillation screen 1-film was prepared for X-ray
imaging. The 1-film can reach a relatively high spatial resolu-
tion of 5 Ip mm™", and can still maintain satisfactory X-ray
imaging performance after being stored in an air environment
for 30 d. This work reports a new candidate scintillator for
X-ray detection, provides a new insight for designing stable
and efficient MOF-based scintillators employed in flexible scin-
tillation screens and verifies the flexible scintillation screen
applied in non-planar objects.

2. Experimental section
2.1 Synthesis

All reagents and solvents for the syntheses and analyses were
commercially available and used as received. A mixture of the
ligand H,DOBPDC (0.05 mmol) and Sr(NOs), (0.05 mmol) was
loaded into a heavy-wall glass tube. N,N-Dimethylformamide
(3 mL), methanol (3 mL) and H,O (1 mL) were added to the
mixture. The tube was then sealed and heated at 120 °C in a
programmable oven for 2 d, followed by slow cooling (0.1 °C
min~') to room temperature. Colorless transparent crystals
suitable for single-crystal X-ray diffraction were formed (75%
yield based on Sr(NO3),). Anal. caled (%) for C3;H,3NO;3Sr,: C
46.97, H 2.92, N 1.77. Found (%): C 46.60, H 2.99, N 1.76.
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2.2 X-ray crystallography

Single-crystal X-ray diffraction data of 1 were obtained using a
Rigaku FR-X Microfocus diffractometer equipped with a graph-
ite monochromated Cu K, radiation source (1 = 1.54184 A) at
293 K. The intensity data sets were obtained using a w-scan
technique and reduced using CrystalClear software. The struc-
ture was solved by direct methods, and refined by full-matrix
least-square on F> using the Olex2 1.5 software. The hydrogen
atoms were calculated in idealized positions and refined with
a riding model. All non-hydrogen atoms were refined anisotro-
pically. Pertinent crystal data and structure refinement details
for 1 are summarized in Table S1{ and selected bond lengths
and bond angles are given in Table S2.t

2.3 Physical characterization

Elemental analyses (C, H and N) were performed on an
Elementar Vario EL III micro-analyzer. Thermogravimetric ana-
lysis (TGA) measurements and differential scanning calorime-
try (DSC) experiments were carried out on a METTLER
TOLEDO analyzer under a N, atmosphere and the sample was
heated in an Al,O; crucible at a heating rate of 10 K min™".
The FT-IR spectra were collected on a VERTEX 70 spectrometer
using KBr pellets in the range of 4000-400 cm™". Powder X-ray
diffraction (PXRD) patterns were collected on a Rigaku
Miniflex 600 diffractometer using Cu K, radiation (1 =
1.5406 A) in the 26 range of 5-65°. The simulated patterns
were produced using the Mercury version 4.2.0 software.
UV-Vis absorption spectra were obtained in the reflectance
mode at room temperature on a PerkinElmer Lambda 950
spectrophotometer with BaSO, as a reference. The SEM images
were recorded on a Zeiss Sigma 300 field emission scanning
electron microscope. The used accelerating voltage is 3 kV.

2.4 Scintillating luminescence and X-ray imaging

RL spectra were collected on a self-built X-ray stimulated
Edinburgh FLS920 Fluorescence Spectrometer with a highly
purified tungsten target (5 W) as the excitation source and
PMT (HAMAMATSU R928) as the detector. The samples were
placed compactly in a quartz-capped copper plate with a
certain volume of © x (5 mm)® x 2 mm. Both the spot of the
X-ray and the fibre optic spectrometer can completely cover the
samples. The fibre optic spectrometer was then used to collect
emission spectra with excitation by X-rays. A lead box serves as
an X-ray protective device. The light yield (LY) of BGO is 8000
photons per MeV, and the LYs were estimated according to the
equation LY = Sgample/Ssco * 8000, where S is the integral area
of the X-ray excited luminescence (RL) spectrum.'’™*° The
X-ray images were acquired by using a digital camera (Canon
5D4) under 50 kV X-ray irradiation.

2.5 Luminescence measurements

The photoluminescence (PL) spectra were collected on an
Edinburgh FLS920 fluorescence spectrometer equipped with a
450 W xenon lamp as the excitation source. Luminescence life-
times and photoluminescence quantum yield (PLQY) tests

Inorg. Chem. Front., 2023, 10, 5710-5718 | 571


https://doi.org/10.1039/d3qi01231j

Published on 29 August 2023. Downloaded on 10/31/2025 11:54:59 PM.

Research Article

were carried out on an Edinburgh FLS1000 UV/Vis/NIR fluo-
rescence spectrometer.

2.6 Calculation of electronic structures and density of states
(DOS)

The calculation model of 1 was built directly from single-
crystal X-ray diffraction data. Calculations of electronic struc-
tures and DOS were performed with the DMol® code based on
DFT with the GGA-PBE functional in the Materials Studio v8.0
software package.

2.7 Attenuation efficiency calculation

The attenuation efficiency T is defined by the following
equation:

T=1-e"*

In this equation, x is the thickness of the material. The yy,
value is the linear attenuation coefficient that is defined as
M1, = ppm, Where p is the density of the material and p,, is the
mass attenuation coefficient. The value of y, is obtained from
the XCOM photon cross section database (https:/physics.nist.
gov/PhysRefData/Xcom/html/xcom1.html).

2.8 Preparation of the 1-film

The crystals of 1 were ground and sieved into microcrystals
with the size less than 50 pm. The microcrystals of 1 (400 mg)
and polyvinylidene fluoride (PVDF) (200 mg) were added to
DMF (1.5 mL) in a beaker. A homogeneous mixture was
obtained by stirring and sonication. The above mixed solution
was evenly knife coated onto the cleaned polyethylene tere-
phthalate (PET) substrate and cured at room temperature, and
a 6 x 5 cm® (thickness of about 100 pm) flexible film was
obtained.

2.9 Hygroscopy experiments

The water resistance of 1 was measured by completely immer-
sing crystals in a beaker which was filled with water. After
being soaked for different times, a small amount of the
samples were removed each time for PXRD test and scintil-
lation characterization.

At a given temperature, the atmosphere of a saturated salt
solution has a definite relative humidity. The relative humidity
of 85% was obtained from the saturated solution of KNO; at
298 K. The control 1-film was secured by wire under an 85%
relative humidity atmosphere for 3 d. The RL spectra of the
1-film induced by X-rays were recorded for comparison.

3. Results and discussion
3.1 Crystal structure and fundamental characterization

Single crystal X-ray diffraction analysis shows that 1 crystallizes
in the monoclinic space group C2/c. The asymmetric unit
includes one Sr** ion, one DOBPDC?~ ligand, and one half-
occupied coordinated DMF molecule (Fig. 1a). Each DMF
molecule possesses a symmetric plane through an O1 atom.

5712 | /norg. Chem. Front, 2023, 10, 5710-5718

View Article Online

Inorganic Chemistry Frontiers

Fig. 1 (a) The coordination environment of Sr** centers in 1. (b) The 3D
frame aggregation along the b-axis of 1. Symmetry codes: #1 —-1/2 + x,
12+y, -1+z;#21-x,y,1/2 -z, #33/2 - x,1/12 -y, 1 —z; #4x,1 -y,
-1/2+z; #53/2-x,3/12-y,1 -z

The DOBPDC?” ligand adopts a pe-bridging mode to link Sr
atoms (Fig. S1at), and each carboxylate group takes a p,—n*n’
style (Fig. S1bt) to connect two Sr atoms. Each hydroxyl group
is coordinated to one Sr atom. Each St** ion is coordinated by
nine O atoms, including four from two carboxylate groups in a
chelate mode, two from two carboxylate groups with n?
oxygens, two from protonated hydroxyl groups, and one from a
DMF molecule (Fig. S21). The Sr-O bond lengths are within a
reasonable range of 2.604(18)-2.955(17) A. The different Sr**
ions are linked by the n> oxygens (0641, O6#3, 03, and 03#2)
and the oxygens (O1) in DMF, forming a 1D metallic oxygen
chain extending indefinitely along the c-axis (Fig. S3at). The
adjacent 1D chains are linked via the coordination of Sr** to
the carboxyl and the hydroxyl oxygens on the same side,
respectively, resulting in the formation of a 2D layer parallel to
the bc plane (Fig. S3b¥), which further stacks up via hydroxyl
oxygens and p,-n*n"' mode of two terminal carboxyl groups
from different ligands into a dense 3D network (Fig. 1b). Due
to the strong electronegativity of the O atom, the carboxylate
oxygen of the ligand forms hydrogen bonds with the hydroxyl
hydrogen in the range of 1.859-1.910 A (Fig. S1at) within the
molecule, which further guarantees the stability of the crystal
structure.

The purity and composition of the as-synthesized crystal 1
were confirmed by powder X-ray diffraction (PXRD) and FT-IR
spectra (Fig. S4 and S5%). The TGA & DSC curves of 1 (Fig. S6t)
indicate a relatively superior thermal stability.

3.2 X-ray scintillation properties

The RL spectrum of 1 was measured to explore the X-ray detec-
tion capability. Compound 1 emits a characteristic blue emis-
sion peak at 430 nm by X-ray excitation (Fig. S7f). The RL
spectra of 1 at different radiation dose rates from 0.69 to
42.29 mGy s were systematically recorded by fixing the tube
voltage of the X-ray source at 50 kV and varying the tube
current to change the dose rate (Fig. S7). The RL intensity of
1 increases continuously with the rising X-ray dose rate, which
reveals an efficient X-ray response. In order to eliminate the
possible effects of the raw reactants on the radiation detection
performance, compound 1 and the raw reactants were tested
for RL intensities at the same dose rate of 42.29 mGy s™'. The
raw reactants, including the free ligand, the metal salt Sr
(NO3),, and the corresponding equimolar mechanical mixtures
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of the free ligand and the metal salt, all showed rather weak
RL intensities (Fig. 2a). Compared to the equimolar mechani-
cal mixture of the free ligand and the metal salt, the RL inten-
sity of 1 increased by nearly 20 times. This result demonstrates
that 1 could effectively combine the advantages of both the
strong X-ray blocking ability of the heavy metal and the strong
luminescence properties of the organic ligand to exhibit
strong X-ray responsive radioluminescence.

In addition, in order to characterize the scintillation per-
formance of 1, some conventional scintillators (BGO, BaF,,
PWO and organic crystal anthracene) and two of our previously
reported Pb-based SMOFs (Pb-SMOF-1*° and Pb-SMOF-2*")
serve as references. The RL intensities of 1 and the reference
samples both display the favourable linearity with the increas-
ing dose rate (Fig. 2b). The linear relationship of 1 shows a
larger slope than the other samples except BGO, implying a
higher X-ray responsive sensitivity, which suggests that 1 can
be used as a highly sensitive scintillator. The higher sensitivity
facilitates a more sensitive response in X-ray detection and
guarantees a high-resolution X-ray image. The LYs were calcu-
lated to intuitively quantify the scintillation performance of 1.
The LY of 1 is 3223 photons per MeV, which is higher than
those of BaF,, PWO, organic anthracene, Pb-SMOFs-1 and Pb-
SMOF-2 at the same dose rate of 42.29 mGy s~ (Fig. S8t and
Fig. 2c). The limit of detection (LOD) of scintillators defined as
the dose rate when the signal to noise ratio (SNR) > 3.>> The
LOD of 1 is 4.96 pGy s~ * (Fig. 2d), which is slightly lower than
the requirement for medical diagnosis (5.50 pGy s *).>*
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Fig. 2 (a) RL intensity of raw reactants, including the ligand, Sr(NOs),
and a physical mixture of Sr(NOs), and the ligand (the molar ratio is 1: 1),
and 1 under a dose rate of 42.29 mGy s~*. (b) The linear relationship
between RL intensity and X-ray dose rates of 1, BGO, PWO, BaF,,
organic crystal anthracene and reported Pb-based SMOFs (Pb-SMOF-1
and Pb-SMOF-2). (c) The comparison of light yields between 1, the con-
ventional scintillators (BGO, BaF,, PWO and organic crystal anthracene)
and some reported Pb-based SMOFs (Pb-SMOF-1 and Pb-SMOF-2)
tested at the same dose rate of 42.29 mGy s~*. (d) The detection limit is
1
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The water resistance of scintillators is an essential prerequi-
site for its long-term and stable operation, which is a dilemma
for some commercial scintillators (CsL:Tl) and perovskite-
based scintillators.>* Compound 1 retained its structural stabi-
lity, and showed almost unanimous X-ray responsive scintil-
lation sensitivities after being immersed in water for 30 d,
demonstrating excellent water tolerance (Fig. 3a, b and
Fig. S91). Such outstanding water resistance can be attributed
to the strong bonding between the metal atom and the rigid
ligand, which effectively resists water erosion and prevents
further decomposition of the crystals.?

Continuous X-ray irradiation tends to cause a degradation
of the material performance.”® After a continuous X-ray
irradiation at a high dose rate of 42.29 mGy s™* for 2 h with a
cumulative dose of ~330 Gy, there is almost no change in RL
intensity (Fig. 3c). In addition, the intensity, peak position and
shape of the RL spectra remained almost constant at a dose
rate of 42.29 mGy s ' measured every 20 min (Fig. 3d).
Meanwhile, the RL intensity remained almost identical after
100 on/off operations at an irradiation dose of 42.29 mGy s~*
and a total irradiation time of 2000 s (Fig. S107), reflecting the
good fatigue resistance and long-term operational stability.

3.3 Scintillation mechanism

In order to elucidate the scintillation mechanism, the optical
properties of 1 and the free ligand were investigated. The
solid-state UV-Vis absorption spectra at room temperature
(Fig. S11t) show that the free ligand and 1 exhibit the same
absorption range and parallel shapes in the UV-Vis region in
the range of 250-400 nm, which can be attributed to the
ligand-based n — n* or © — n* transition. Compound 1 shows
a bright blue light emission peak at 430 nm under 345 nm
excitation (Fig. 4a and Fig. S12t), giving CIE coordinates
(0.151, 0.071) (Fig. S131). The free ligand H,DOBPDC shows an
emission peak at 445 nm under 368 nm excitation which is
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Fig. 3 (a) The PXRD patterns of 1 immersed in water for different time
periods. (b) The sensitivities of 1 before and after being immersed in
water for 30 d. The tendency chart of the X-ray responsive intensity (c)
and the RL spectra (d) of 1 versus irradiation doses at a dose rate of
4229 mGy st
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Fig. 4 (a) The solid-state PL excitation and emission spectra of H,DOBPDC and 1. (b) The PL and RL spectra of 1. (c) Profile of the total/partial elec-
tronic density of states of 1. (d) The partial electronic density of states of Sr>*. (e) Diagram of the RL mechanism of 1.

parallel to the shape of the PL spectrum of 1 (Fig. 4a),
meaning that the photophysical mechanism of 1 is mainly
from ligand-centred fluorescence emission. Meanwhile, the PL
emission peaks of 1 and H,DOBPDC are almost unchanged
with varying excitation wavelength (Fig. S141). Compound 1
displays a larger Stokes shift compared to the free ligand,
which can effectively reduce the self-absorption and is ben-
eficial in achieving strong luminescence and scintillation. The
fluorescence lifetime of 1 is 1.86 ns (Fig. S157), typical of fluo-
rescence emission. Such a rapid fluorescence decay lifetime
would ensure a fast decay of the scintillation intensity, which
facilitates the reduction of the scintillation afterglow. The
photoluminescence quantum yield (PLQY) of 1 reaches
18.55%, affording strong scintillation ability.

To explore the scintillation mechanism, the PL and RL
spectra of 1 were compared. The peak positions of the RL and
PL spectra are identical, while the peak shapes are perfectly
parallel (Fig. 4b), which proves that the fluorescence and scin-
tillation originate from a similar emission process.

To better investigate the contribution of electrons from
different components, the total and partial densities of states
(TDOS and PDOS) of 1 were studied based on crystallographic
data in the DMol®> mode at the GGA/PBE level. As shown in
Fig. 4c, Sr** contributes a little to the valence band (VB) top
and conduction band (CB) bottom. The energies of the VBs lie
between —10.00 and 0.00 eV and the CBs originate almost
from the p orbital of the ligand DOBPDC?>". In addition, the
coordinated DMF molecules have little contribution to VBs
and CBs, which could be involved in the energy transfer of
non-radiative transition, consuming a part of the energy. The
p-orbital of Sr** has a distinct contribution of the deep valence

5714 | Inorg. Chem. Front.,, 2023, 10, 5710-5718

band in the energy range from —16.64 to —14.94 eV (Fig. 4d).
Thus, the high-energy penetrating X-ray can excite the deep
energy level electrons of Sr** ions. Combined with the dramati-
cally different RL intensities of 1 and the free ligand, the scin-
tillation of 1 probably stems mainly from ligand-based electron
transitions induced by the metal Sr** absorption of X-ray
photons.®?°

The scintillation efficiency in SMOFs is closely related to
the following three factors: excitation and conversion (f),
energy transfer process (S) and luminescence yield (Q).””*
The scintillation of 1 should undergo the following processes:
firstly, the relatively heavy metal Sr>* acts as a suitable X-ray
absorbing antenna and interacts with the incident X-ray
through the photoelectric effect, generating a large number of
high-energy electrons. Then, the high-energy electrons are
rapidly thermally activated to secondary electrons, which
further transfer energy to the luminescent organic ligand
DOBPDC”" through inelastic scattering, bringing the electrons
to excited states. Finally, the electrons in the excited states
decay to the ground states through radiative transition to gene-
rate scintillation fluorescence (Fig. 4e).>°

The process of # depends on the X-ray absorption ability of
the materials. The mass attenuation coefficients and the X-ray
attenuation efficiencies of 1 and the reported Pb-based SMOFs
were calculated to compare the g efficiency (Fig. S161).%° It is
shown that the X-ray absorption and blocking abilities of 1 are
relatively weaker compared to those of Pb-based SMOFs.
However, compound 1 exhibits higher LY than Pb-SMOF-1 and
Pb-SMOF-2, which could be attributed to the S of 1 being more
effective. The dense structure of 1 could increase the prob-
ability of inelastic collisions of secondary electrons and reduce

This journal is © the Partner Organisations 2023
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energy dissipation by non-radiative transition.*>** In addition,
the high PLQY of 1 facilitates the Q of the scintillation process,
which may be another reason for the stronger scintillation
intensity of 1.>*

3.4 Flexible X-ray devices and imaging

The high detection sensitivity and outstanding stability of 1
can support film preparation for X-ray imaging. Compound 1
is well compatible with the PVDF, widely used for the prepa-
ration of flexible scintillation screens.***® Powdered 1 was
mixed with a PVDF substrate to obtain the 1-film with favour-
able flexibility, which emitted uniform blue light under UV
lamp excitation (Fig. 5a). The X-ray dose rate dependent RL
spectra show that the 1-film has an excellent linear relation-
ship between the X-ray responsive RL intensity and dose rate
(Fig. S17f). The RL spectra of the 1-film exhibit an almost
unanimous peak pattern as 1 without the effects of redundant
emissions, although there is a decrease in its RL intensity
(Fig. S187t). Scanning electron microscopy (SEM) results show
that the microcrystals of 1 are compactly distributed in the
PVDF, forming a uniform 1-film surface, which facilitates
high-resolution imaging (Fig. S19%).

In order to demonstrate the X-ray imaging quality of the
1-film, the self-built imaging system is shown in Fig. 5b. To
measure the spatial resolution of the flexible screen, the line
pair card was applied to X-ray imaging tests (Fig. 5¢). With the
contrast statistics for the contour edges of the line pair card
strip pattern, modulation transfer function (MTF) values at
different resolutions were obtained. The flexible screen dis-
plays a spatial image resolution of 5 line pairs per millimeter

(@) (b)
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(Ip mm™") at an MTF of 0.21 (Fig. 5d), which is equivalent to
those of the commercial CsI:Tl and a-Se flat panel detector (>4
Ip mm '@MTF 0.2).*” Furthermore, the spring inside the
capsule and the internal structure of the electronic component
are clearly visible (Fig. 5e), demonstrating the ability of the
1-film to achieve a high imaging quality. The flexible screens
can better fit the nonplanar objects tightly, which is beneficial
for reducing imaging distortion."®*® Compared with the rela-
tively blurred X-ray radiograph of curved wires with the planar
1-film (Fig. S207), the internal structures of the curved wires
are clearly visible with the flexible 1-film with different curva-
ture radii (Fig. 6a and b). It demonstrates the high spatial
resolution of the bent 1-film, proving the potential of the X-ray
imaging ability for non-planar objects.

In addition, the RL intensity of the 1-film demonstrated no
significant reduction (Fig. S217) after irradiation for up to 2 h
and still maintained high quality imaging (Fig. 6¢). We further
placed the 1-film in a humidity bottle at 85% relative humidity
(Fig. 6d) for 3 d, showing no significant change in the RL
intensity and the X-ray imaging performance (Fig. S221 and
Fig. 6e). The scintillation intensities of the 1-film remained
almost unchanged after 120 on/off cycles of continuous X-ray
switching (Fig. S23f), verifying the fast response to X-ray
photons, indicating the favourable irradiation and fatigue re-
sistance. After 30 d under ambient conditions (20-35 °C,
40-65% humidity), the 1-film still retained its RL intensity and
outstanding imaging capability (Fig. S22 and S247), showing
good stability against water and oxygen degradation.
Therefore, the 1-film flexible scintillation screen is capable of
achieving high-resolution X-ray imaging.

Electronic
component

Camera

Scintillation
screen

—o— 1-film

Fig. 5 (a) The photographs of the flexible 1-film. (b) The schematic diagram of the self-built X-ray imaging system. (c) Photograph of real line pair
card and its X-ray radiograph. (d) The MTF value of the 1-film by the line-pair pattern method. (e) The real pictures and X-ray radiographs of the

capsule and electronic component.
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X-ray scintillation
(@) |

View Article Online

Inorganic Chemistry Frontiers

|

(e) —— s‘u‘r‘

Before humidity treatment

Hygrometer

After humidity treatment

Fig. 6 (a) The schematic diagram of X-ray imaging with the flexible scintillation screen. (b) The real pictures of the 1-film with different curvature
radii and the X-ray radiographs of curved wires with different curvature radii of the 1-film. (c) The X-ray radiographs before and after continuous
X-ray irradiation. (d) The diagram of the humidity handling unit. (e) The physical photograph and X-ray radiographs before and after the humidity

treatment.

4. Conclusions

In conclusion, based on the synergistic effect of the non-toxic
heavy atom Sr with efficient X-ray absorption and rigid organic
ligand DOBPDC?” with strong luminescence ability, a dense
3D SMOF [Sr,(DOBPDC),(DMF)], 1 has been synthesized by
the solvothermal method. Compound 1 displays bright blue
emissions under UV or X-ray irradiation with a rapid decay
time of 1.86 ns, beneficial for effectively weakening the lumi-
nous trailing. Strong X-ray responsive RL intensity and detec-
tion sensitivity were observed in 1, which is superior to those
of commercial scintillators BaF,, PWO and organic crystal
anthracene. A low detection limit of 4.96 pGy s~' meets the
demands of X-ray medical diagnosis. The scintillation mecha-
nism was elucidated with the aid of optical spectra and theore-
tical calculations. The flexible scintillation screen 1-film was
manufactured to achieve high-quality imaging with a spatial
resolution of 5 Ip mm™'@MTF 0.21, which is comparable to
that of the commercial CsI:T] or a-Se flat panel detector. The
potential of the 1-fim for flexible X-ray imaging of non-planar
objects was verified. Stability tests show that compound 1 and
the 1-film have excellent resistance to continuous radiation,
heating, fatigue, water and humidity, which may be attributed
to strong coordination bonds, suggesting good prospects for
long-term practical applications. This work develops a new
candidate scintillator for X-ray detection and imaging, and
supplies a new insight for designing stable MOF-based scintil-
lators for X-ray detection and preparing flexible scintillation
screens for X-ray imaging. Further improvement of the scintil-

5716 | /norg. Chem. Front,, 2023, 10, 5710-5718

lating performance of MOF crystals is the target we struggle
for in the future work.
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