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mesoporous silica nanoparticles
for drug delivery: synthesis, biological assays and
therapeutic potential – a review

Milad Iranshahy,a Mohammad Yahya Hanafi-Bojd,b Seyed Hadi Aghili,c

Mehrdad Iranshahi,d Seyed Mohammad Nabavi, ef Satar Saberi,g Rosanna Filosa,h

Iman Farzam Nezhadi and Maede Hasanpour *d

Curcumin-loaded mesoporous silica nanoparticles (MSNs) have shown promise as drug delivery systems to

address the limited pharmacokinetic characteristics of curcumin. Functionalization with folic acid and

PEGylation enhance anticancer activity, biocompatibility, stability, and permeability. Co-delivery with

other drugs results in synergistically enhanced cytotoxic activity. Environment-responsive MSNs prevent

undesirable drug leakage and increase selectivity towards target tissues. This review summarizes the

methods of Cur-loaded MSN synthesis and functionalization and their application in various diseases,

and also highlights the potential of Cur-loaded MSNs as a promising drug delivery system.
Introduction

Curcumin (Cur) is a natural polyphenol compound isolated from
the rhizomes of Curcuma longa (turmeric) that acts as a high-
potency bioactive agent to treat a variety of diseases such as dia-
betes, cancer, arthritis and neurological diseases1 (Fig. 1). The
therapeutic effects of Cur are mostly attributable to its anti-
inammation, antioxidant, and especially anticarcinogenic activ-
ities. Cur has been used successfully in the prevention of clinical
cancer, especially breast cancer.2,3 Recently, a clinical trial study
was conducted on patients with advanced and metastatic breast
cancer to evaluate the safety and efficacy of Cur in combination
with paclitaxel.4 In fact, Cur suppresses the growth of cancer cells
by inducing the production of reactive oxygen species (ROS) and
increasing apoptosis in cancer cells.5,6 Cur exhibited high safety
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prole in a variety of animal and human studies, even at very high
doses.7–10 The intrinsic allochroic effect and uorescence proper-
ties of Cur allow it to act as a superior uorescent marker for
distribution in cells and tissues for the detection of biomarkers,
uorescence imaging and dual-signal reporting.11–13Cur possesses
theranostic properties that can be used simultaneously in cancer
targeting, diagnosis, and treatment.14

However, the therapeutic potential of Cur is restricted due to
its undesirable physicochemical and pharmacokinetic charac-
teristics. Cur is practically water-insoluble (11 ng mL−1) at
acidic and neutral pH and soluble in alkali condition. It is also
chemically unstable at physiological conditions with a half-life
(t1/2) of less than 10 min in buffer solution (pH = 7.4). These
challenges, as well as the poor bioavailability of Cur, are the
main limitations of its therapeutic applications.1,15–17 Various
efforts have been focused on enhancing its poor water solubility
and undesirable pharmacokinetic characteristics. Several
nanoparticulate drug delivery techniques including lipo-
somes18,19 nanoemulsions,20,21 polymeric nanoparticles22 and
nanosuspensions,23 have been harnessed to tackle this
problem.
Fig. 1 Chemical structure of curcumin.
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In recent decades, mesoporous silica nanoparticles (MSNs) have
attracted the interest of many researchers as a promising drug
carrier for therapeutic applications due to their unique
properties.24–27 MSNs have tunable pore sizes ranging from 2 to
50 nm in diameter as well as a high loading capacity with a pore
volume of greater than 0.6 cm3 g−1, making them a suitable
agent as drug carriers and dissolution enhancement. Moreover,
with the proper selection of methods MSNs can be used for the
delivery of hydrophilic and hydrophobic drugs.28,29 These
nanocarriers have a large surface area of more than 500 m2 g−1,
which allow them to behave as a dual-functional surface and
making them appropriate for selective functionalization and
modication of both internal and external surfaces.30 MSNs also
have properties such as physicochemical stability, low mass
density, excellent biocompatibility, biodegradability, control-
lable nanoparticle size and shape, and ease of large-scale
synthesis and production, all of which make them promising
and potential diagnostic and therapeutic candidates.31–36 MSNs
have the advantages of tumor targeting, low toxicity, and
controlled release of drug aer their surface modication.37–39

United States Food and Drug Administration (FDA) has
approved silica as “Generally Recognized as Safe”. In 2011, FDA
approved silica nanoparticles in the form of Cornell dots
(Cdots) for a rst stage human clinical trial for targeted
molecular imaging.40 In 2014, Philips et al. conducted a clinical
trial for the rst time on patients with metastatic melanoma
using 124I-labeled Cdots for positron emission tomography
(PET) imaging.41 In 2019, they also modied Cdots with
different peptides such as cRGDY for molecular targeting of
malignant melanoma cells.42 Recently (2022), peptide-modied
Cdots were used for image-guided sentinel lymph node biopsy
in head and neck melanoma in a nonrandomized clinical trial
and the results showed that the use of peptide-modied Cdots
is a safe and promising procedure to improve lymphatic
mapping.43

Furthermore, the results of several in vivo biodistribution
studies revealed that MSNs have a low toxicity and are mainly
excreted through feces and urine aer administration by
various methods.44,45 Therefore, MSNs are excellent candidates
as delivery systems for imaging and targeted therapies.46,47 In
this review, we provided an overview of recent research
advances and the perspective of future development of Cur-
loaded MSNs in biomedical applications, with a particular
focus on diagnostic, anticancer effects and bioimaging prop-
erties (Table 1).

Synthesis of Cur loaded-MSNs
Amine-functionalized MSNs

Surface functionality is a key factor for drug carriers, and MSNs
have the ability to be functionalized with various organic
groups, making them potential candidates for interaction
between a wide range of drugs/molecules and functionalized
surfaces.83 Amine functionalized-silica nanoparticles have been
demonstrated to be an effective approach for providing
a controllable release prole for a variety of molecules.84,85 As it
has been previously reported in the literature, hydrogen
RSC Adv., 2023, 13, 22250–22267 | 22255

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d3ra02772d


RSC Advances Review

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 2

4 
Ju

ly
 2

02
3.

 D
ow

nl
oa

de
d 

on
 4

/1
/2

02
6 

6:
38

:3
3 

PM
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n 
3.

0 
U

np
or

te
d 

L
ic

en
ce

.
View Article Online
bonding between the phenolic group of Cur and the primary
amine group increased Cur binding and stability.86 Further-
more, the spectral data revealed weak interaction of Cur
complexes with the surface of amino-functionalized MSNs via
NH3+–O− interactions.73 In several studies, 3-amino-
propyltriethoxysilane (APTES) was employed as an amine
functionalization agent on the surface of MSNs, and Cur was
then loaded onto the amine functionalized-MSNs.62,63 Hartono
et al. synthesized cubic MSNs (particle size and pore size around
100 and 10 nm, respectively) and mesoporous silica micron-
sized-particles (MSM) that were functionalized with 3-amino-
propyltriethoxysilane (APTES) and then Cur was encapsulated
within amine functionalized-MSN andMSM (Fig. 2). The in vitro
release and solubility study of Cur indicated that Cur loaded-
amine functionalized MSN had higher solubility and better
release prole compared to Cur loaded-amine functionalized
MSM. Both Cur loaded-amin functionalized MSN and MSM
showed signicantly higher bioavailability than free Cur. The
maximum Cur concentration (Cmax) was estimated 0.0291 mg
mL−1 in mice plasma.49

KIT-6 silica with a cubic Ia3d mesostructure and KIL-2 silica
with a textural mesoporosity were also employed as nano-
carriers for Cur loading, both of them were functionalized using
APTES. KIT-6 had a greater amino group content (8.5 wt%) than
KIL-2 (5.7 wt%).

One of the main factors that inuences the content of Cur
loading and the rate of Cur release are its loading methods into
Fig. 2 Different synthesis methods of curcumin loaded-mesoporous
silica nanoparticles.

22256 | RSC Adv., 2023, 13, 22250–22267
the MSNs. Overall, Cur loaded-MSNs by solid-state method show
a slower drug release prole when compared to the samples
prepared by incipient wetness impregnation loading method. It
can be explained by the lower adsorbed amount of Cur in KIL-2
prepared by incipient wetness impregnation compared to solid
state method. Furthermore, in wet impregnation method, the
drug encountered in the formulations has more soluble amor-
phous state, while in the solid-state analogs, there is less water-
soluble crystalline form of Cur.73 Cur loaded amine-
functionalized KIL-2 demonstrated faster Cur release due to its
more open pore structure with much higher pore sizes as
compared to that prepared with the KIT-6. More ordered 3D pore
structure of KIT-6 with interconnected channels leads to the
trapping of Cur within the pores and its slower release rate.73

The functionalization of MSNs with functional molecules
containingmore than one amine group signicantly increases the
amount of loading capacity and efficiency of Cur onto MSNs. For
example, APTES and 3-(2-aminoethyl amino) propyltrimethox-
ysilane (AAS) contain one and two amine groups, respectively, and
AAS-functionalized MSNs had signicantly higher loading
capacity of Cur (33.5%)53 than APTES-functionalized MSNs (3.6%)
(Fig. 2).87 Cur loaded onto AAS-MSNs exhibited considerably lower
cytotoxicity than free Cur. The electrostatic and hydrophobic
interactions between functional groups on the surface of AAS-
MSNPs and Cur molecules resulted in higher loading capacity
and efficiency for Cur. Furthermore, the stability of Cur increased
compared to free Cur.53

Pote et al. recently synthesized APTES-functionalized MSNs
that were subsequently decorated with ZnO nanoparticles. Cur
was then loaded onto ZnO-MSNs using the incipient wetness
impregnation process and employed as a tissue adhesive for
wound healing applications. The drug encapsulation and drug
loading efficiency were calculated to be 59% and 49.80%,
respectively.82 Magnetic MSNs are also used to load Cur as an
efficient carrier in drug delivery systems.88 Saputra et al. used
magnetite nanoparticles to improve hard-templating method
and increase the storage capacity of MSNs and therefore load
more Cur within their mesoporous structure.89

Recently, Atiyah et al. synthesized amine-functionalized
silica nanoparticles for Cur delivery using SBA-15 and MCM-
41. CTAB and P123 were used as surfactant for MCM-41 (ref.
90) and SBA-15,91 respectively. The best drug loading efficiency
for amine-functionalized MCM-41 and amine-functionalized
SBA-15 was 80 and 89.7%, respectively. The release prole of
amine-functionalized MCM-41 and amine-functionalized SBA-
15 showed maximum release of 29.95% and 41.2% for Cur,
respectively.

Alginate oligosaccharide is a biodegradable acidic polymer
with low toxicity and high solubility. Liu et al. synthesized
amine-functionalized MSNs coated by alginate oligosaccharide
to obtain the pH-responsive release of Cur and improve its
bioavailability. The amino modication on the surface of MSNs
performed by APTES, and then Cur was loaded into the amine-
functionalized MSNs. Aer that, the obtained nanoparticles
were coated with alginate oligosaccharide in the presence of 1-
(3-dimethylaminopropyl)-3-ethylcarbodiimide and N-hydrox-
ysuccinimide to activate carboxyl groups and form amide
© 2023 The Author(s). Published by the Royal Society of Chemistry
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bonds. The total release rate of Cur from alginate
oligosaccharide-encapsulated MSNs at neutral and acidic pH
was 28.9% and 67.5%, respectively. The results of in vitro
experiment indicated that alginate-coated MSNs are easily
absorbed by colon cancer cells compared to free Cur and also
have signicantly higher cytotoxicity than free Cur.92

Otri et al. loaded MSNs with rhodamine B and then deco-
rated with APTES and nally capped with Cur to prepare
a selective and sensitive structure for the uorogenic detection
of human serum albumin with a detection limit of 0.1 mg mL−1

at neutral pH. Rhodamine B is selectively released from nano-
particles in the presence of albumin due to the opening of pores
(uncapping of the nanoparticles) caused by the formation of
a complex between albumin and Cur.93
Chitosan-functionalized MSNs

Chitosan is a natural biodegradable linear polysaccharide
composed of a large number of primary amine groups that acts
as a pH-sensitive polymer. It swells in acidic media of cancerous
tissues and this feature allows the polymer to differentiate
between normal and cancerous cells and provides controlled
drug release.94–98

Cur is loaded into chitosan-MSNs nanocarriers through
a simple adsorption method. First, chitosan-capped MCM-41
nanoparticles are synthesized by covalent coupling of chitosan
amino groups and (3-glycidyloxypropyl) trimethoxysilane on the
surface of MCM-41. Then, different amounts of Cur are added to
the chitosan-MSNs suspension and allowed to adsorb onto the
surface of the nanoparticles under gentle stirring for several
hours. The loaded Cur is then entrapped within the chitosan-
MSNs nanocarriers through the formation of hydrogen bonds
and electrostatic interactions between Cur and the chitosan and
MCM-41 surfaces.

Chitosan-capped MCM-41 were used as a pH-responsive
nanocarrier for Cur delivery and prepared through the reac-
tion of chitosan amino groups and (3-glycidyloxypropyl) trime-
thoxysilane as a covalent coupling agent which resulted in the
formation of a secondary amine on the surface of MCM-41.
Subsequently, different amounts of Cur were loaded into
chitosan-MSNs nanocarriers (Fig. 2).51 This pH-responsive
nanocarrier increased solubility and completely dispersed in
aqueous media without any aggregation. Furthermore, chitosan
promoted the anticancer activity of Cur against glioblastoma
cancer cell line. Based on the ndings of this study, Cur and
Cur-loaded chitosan-MCM-41 had IC50 values of 15.20 and 5.21
mg mL−1, respectively, aer 72 hours of incubation against
glioblastoma cancer cell line. Moreover, this nanocarrier
showed a sustained and slow release of Cur in 96 hours at acidic
pH compared to the pH of the environment.51

Chitosan's terminal amino groups involved in the synthesis
of biomimetic silica nanoparticles by catalyzing the hydrolysis/
condensation of the silica source and subsequent silica aggre-
gation.99 The aim of biomimetic synthesis method is the
synthesis of target molecule through a series of reactions. Kong
et al. synthesized silica co-encapsulated Cur nanoparticles by
biosilicication method with the average particle size of 75 nm.
© 2023 The Author(s). Published by the Royal Society of Chemistry
They found that coating Cur loaded-MSNs with chitosan
increased the stability of Cur and its cytotoxic effects against
hepatocellular carcinoma cells compared to free Cur and Cur
loaded-MSN. Cur loaded chitosan-functionalized MSNs signi-
cantly increased LDH leakage with longer duration compared to
Cur and Cur-loaded MSN.64
Folic acid-functionalized MSNs

The conjugation of MSNs with folic acid, which has a high
affinity for the receptors overexpressed on the surface of cancer
cells, increases MSN uptake in targeted cells.100–102 In order to
load Cur onto the surface of MSNs for breast cancer treatment,
Wang et al.54 employed dendritic MSNs with center-radial pore
channels and open 3D dendritic superstructures. The surface of
MSNs was modied with folic acid, and the nano pores of folic
acid-functionalized MSNs were immobilized with calcium
hydroxide to provide pH-responsive release, and Cur was loaded
by chelating with divalent calcium. This Cur delivery system
improved Cur intracellular release and distribution, while also
increased anticancer activity against MCF-7 breast cancer cells,
which can be attributed to targeted delivery via folic acid-
functionalized MSNs, pH-responsive release prole, and high
biocompatibility.54

The strong electrostatic interaction and pH-sensitive Schiff
base reaction between the carbonyl group of Cur and the amine
group of APTES-functionalized MSNs allows Cur to be loaded
into the APTES-functionalized MSNs. Chen et al.77 used APTES-
functionalized MSNs that were conjugated with folic acid and
loaded with Cur via a pH-sensitive Schiff base reaction (folic
acid–MSN–N]C–Cur). This nano drug delivery system had
a high amount of drug loading capacity (9.5 ± 0.2%) and could
effectively target folic acid-receptor-rich MCF-7 cells through
endocytosis mediated by folic acid receptors (Fig. 2).

In another study, MSNs were functionalized with folic acid-
conjugated chitosan which acts simultaneously as a double
pH-responsive and active targeting drug delivery system. For
this purpose, APTES-functionalized MSNs with normal and
large pore sizes were conjugated with succinic anhydride and
then Cur was loaded onto the synthesized MSNs to develop this
drug delivery system. Finally, the surface of carboxylic acid-
functionalized MSNs was electrostatically coated with a combi-
nation of folic acid and chitosan. The ndings revealed that the
large pore size MSNs had a 2-fold higher loading efficiency and
capacity for Cur than normal pore size MSNs and Cur was
released via Korsmeyer–Peppas mechanism.57 The pore size of
normal MSNs and large MSNs was 24.18 and 36.38 Å respec-
tively. The chitosan-folic acid coating layer increased the overall
particle size (167 nm) compared to large pore size MSNs without
a coating layer (72.2 nm).57

Thiol-functionalized MSNs have been also used as multi-
functional MSNs for targeted drug delivery via redox-responsive
system. Li et al.52 synthesized redox-responsive systems by
modifying thiol-functionalized MSNs with hyaluronan or
polyethyleneimine-folic acid via disulde bonds. 2,2-Dipyridyl
disulde and 3-mercaptopropionic acid were used to prepare
disulde bonds and the surface of MSNs was functionalized
RSC Adv., 2023, 13, 22250–22267 | 22257
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with amino- and carboxyl group, respectively (Fig. 2). Hyalur-
onan and polyethyleneimine-folic acid were then conjugated to
the surface of MSNs via amidation. Both ligands act as gate-
keepers that preserve the Cur loaded in the pores and allow it to
be selectively released into tumor cells. Redox-responsive
disulde bonds breakdown in the presence of reducing thiols
such as glutathione (GSH), which present with higher concen-
trations in cancerous cells than in normal cells.103,104 According
to the ndings, folic acid-functionalized MSNs had a higher
cellular uptake, more specic targeting ability and greater
accumulation in tumors than that of hyaluronan-functionalized
MSNs.52 Hyaluronic acid-modied MSNs were also synthesized
for targeted delivery of Cur in breast cancer cells through the
reaction of APTES-functionalized MSNs with hyaluronic acid
followed by Cur loading in the next step.67

Dendritic MSNs coated reduced graphene oxide nanosheets
were also employed as sandwich-like nanocomposite and multi-
functional MSNs for Cur targeted delivery and cell imaging. The
surface of nanocomposite was further functionalized via 3-(tri-
methoxysilylpropyl)diethylenetriamine to obtain an amine-
functionalized MSNs. Folic acid was conjugated onto the nano-
composite via amide bond formation. Cur was loaded into the
mesoporous nanocomposite (loading capacity = 18.34%) via its
adsorption in the channels of MSNs and its p–p interaction with
reduced graphene oxide. The ndings revealed that low pH and
near-infrared (NIR) laser irradiation reduce the hydrophobic
interaction between Cur and graphene, and also decrease the
electrostatic interaction between Cur and MSNs, thus it can
stimulate the release of Cur under the thermal and pH-responsive
conditions. Furthermore, immobilization of gold nanoparticles
onto the surface of this nanocomposite enabled it to act as
a promising photothermal therapeutic agent for many cancers.58
PEGylated MSNs

FDA has approved poly ethylene glycol (PEG) as a safe, water-
soluble substance providing a long and safe circulation of
drugs. PEGylated MSNs have been employed as nanocarrier for
Cur delivery. For the synthesis of this nanocarrier, PEGylation of
MSNs can be done before or aer Cur loading. As an example,
Elbialy et al. loaded Cur into the MSNs matrix by electrostatic
interactions, aer which it was PEGylated using PEG4000. Cur
release prole was pH-responsive, with a high release rate in
acidic medium which is due to the dissociation of the bonds
between Cur and MSNs, as well as the collapse of PEG at acidic
pH.76 PEGylation of MSNs increases Cur biocompatibility,
stability and permeability, enhances the circulation time of the
nanodrug delivery system in the blood, and prevents phagocy-
tosis through the reticuloendothelial system.76,105

Recently, poly(ethylene glycol) mono-methyl ether was used
to functionalize MSNs and modied with succinic anhydride to
prepare PEG-COOH. APTES-modied MSNs were functionalized
with PEG-COOH via amidation. Cur was then loaded into the
pores of PEGylated MSNs through hydrophobic interactions
using the centrifugal immersion technique and the drug
loading content and drug loading efficiency were reported to be
8.1% and 89.1%, respectively.59,106
22258 | RSC Adv., 2023, 13, 22250–22267
In two studies, PEGylated KIT-6 was used as the nanocarrier
and prepared via the reaction between PEG600–silane and KIT-6
silica. PEG600–silane was synthesized via the nucleophilic addi-
tion of the end hydroxyl group of PEG600 to the isocyanate group
of 3-(triethoxysilyl) propyl isocyanate (TESPIC) (Fig. 2). In one of
these studies, PEGylated KIT-6 was functionalized with guani-
dine and then Cur was loaded into the surface of nanocarrier
pores. In fact, guanidine functionalized-PEGylated KIT-6
demonstrated a greater loading capacity of Cur into the MSNs
pores due to the electrostatic interaction between guanidine
functional groups and carbonyl group of Cur.68 In another study,
PEGylated KIT-6 was functionalized with b-cyclodextrin via the
nucleophilic attack of PEG hydroxyl group to the tosylated b-
cyclodextrin. Cur was then loaded into the surface of nanocarrier
pores and formed the complex with b-cyclodextrin.72

Lin et al. used PEGylated lipid bilayer to coat MSNs in order to
prevent uncontrolled and premature release of loaded Cur and
paclitaxel from the surface ofMSNs. For this purpose, they loaded
paclitaxel and Cur into the pores of MSNs. PEGylated lipid bilayer
was then wrapped around the MSNs. They found that the thick-
ness of the lipid bilayer is an important factor that affects the
function of PEGylated lipid bilayer coated MSNs, and the appro-
priate thickness prevents premature or delayed drug release.69,70

Recently, Ho et al. designed and synthesized silica-
containing redox nanoparticles using amphiphilic redox poly-
mers such as poly(ethylene glycol)-b-poly[4-(2,2,6,6-tetrame-
thylpiperidine-N-oxyl)aminomethylstyrene] (PEG-b-PMNT) to
improve gastrointestinal distribution of Cur via oral adminis-
tration and enhance its antioxidant activity. The cytotoxicity of
silica-containing redox nanoparticles was much lower than free
Cur against normal broblasts L929 cell line. The results of the
in vivo experiment showed a higher accumulation of Cur in the
intestine and colon of mice than those treated with free Cur,
that is due to the accumulation on the mucus layer by the PEG
tail in the nanoparticle structure. It can be considered as
a promising drug delivery system for the treatment of inam-
matory bowel disease.107
Cur-loaded MSNs/nanober composites

Electrospinning technique was recently employed to encapsu-
late Cur-loaded MSNs into a nanobrous mat, resulting in the
formation of an electrospun nanober-mediated drug release
platform. While anticancer drugs kill cancer cells in nanober-
mediated drug delivery systems, ultra-ne nanobers promote
tissue reconstruction in tumor defects by providing an adequate
microenvironment.108 Cur can be loaded into amine-
functionalized MSNs and subsequently encapsulated into
polymers such as poly(lactic-co-glycolic acid) (PLGA) nano-
bers74 and poly-3-caprolactone/gelatin (PCL/GEL)71,109,110

hybrid nanobers using electrospinning method to produce
nanober-mediated Cur delivery systems.

The co-encapsulation of Cur loaded MSNs with a hybrid of
PCL/GEL nanober effectively enhanced the antitumor activity
against MDA-MB-231 breast cancer cells, that could serve as
locally implantable scaffolds for potential postoperative breast
cancer treatment.109 This scaffold was also used for the long-
© 2023 The Author(s). Published by the Royal Society of Chemistry
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term cultured human adipose-derived stem cells for effective
stem cell-based regenerative therapies. According to the dual
stage release (initial fast release and late extended drug release)
of Cur from MSNs/electrospun nanobers, human adipose-
derived stem cells cultured on this medium demonstrated the
highest adhesion, metabolic activity and proliferation rate with
broblastic phenotype aer 28 days of culture. Furthermore,
this scaffold signicantly increased the telomerase activity and
telomere length compared to control group.110

Liu et al.75 synthesized bis-acrylated Cur that was then loaded
onto MSNs through the thiol–ene coupling reaction. The reac-
tion of bis-acrylated Cur with 3-mercaptopropyltrimethox-
ysilane functionalized-MSNs resulted in the formation of b-
thioesters, which can be hydrolyzed in the presence of GSH. The
results of the uorescent property analysis revealed that Cur
polymer has more signicant uorescence intensity even in
aqueous PBS dispersion, which makes it suitable for cell uo-
rescence imaging.75
Cur-loaded liposome based-MSNs

Phospholipids such as 1,2-dimyristoyl-sn-glycero-3-
phosphocholine (DMPC) form liposomes aer being
dispersed in water, which can be used as effective drug delivery
vehicles due to the encapsulation of hydrophobic molecules
within the lipids bilayers and the hydrophilic molecules within
the liquid core.111 Patra et al. designed and synthesized poly
(dimethyldiallylammonium chloride) (PDDA) and SNs-coated
DMPC liposomes in order to enhance the uorescence inten-
sity of Cur. They prepared liposomal Cur by thin lm hydration
method and subsequently pH 7 buffer solution was added to the
thin lm and vigorously vortexed to obtain a completely
homogeneous solution. For nanocapsule synthesis, liposomal
Cur was rst coated by PDDA as a cationic polyelectrolyte. In the
next step, silica nanoparticles were added and then coated
again with PDDA. Aer that, the second layer of silica nano-
particles was added and the nal nanocapsule was coated with
a PDDA layer (Fig. 3). The 3-layer PDDA acts as stabilizer to coat
Fig. 3 Adenosine triphosphate (ATP) estimation by DMPC
nanocapsules.

© 2023 The Author(s). Published by the Royal Society of Chemistry
both the negatively charged DMPC liposomes and silica nano-
particle. PDDA layers also prevent the rapid leakage of Cur. This
DMPC nanocapsule was used to detect adenosine triphosphate
(ATP), which was determined through changes in the uores-
cence emission of the nanocapsule. With increasing ATP
concentration, the uorescence intensity of nanocapsules
increased while no response of free Cur to ATP was observed.
ATP binds to the polymer through electrostatic interaction, and
on the other hand, the excited state of Cur is stabilized in the
hydrophobic lipid bilayer structure (Fig. 3).

The limit of detection of ATP was 0.5 mM.112 Recently, in
another study, Patra et al. synthesized three different nano-
capsules as follows: liposomal Cur coated with a layer of PDDA,
liposomal Cur coated with PDDA–silica–PDDA layer and the last
nanocapsule consists of liposomal Cur–PDDA–silica–Cur–
PDDA layer. They found that the uorescence intensity of Cur in
these nanocapsules considerably increased by 25, 54 and 62-
fold, respectively. By increasing the number of layers on the
surface of liposomes, the release of Cur was signicantly
decreased. The results of cytotoxicity assay showed that the
anticancer effect of the nanocapsule consist of liposomal Cur–
PDDA–silica–Cur–PDDA layer on MCF-7 cells was signicantly
higher than the other two nanocapsules and the free serum.113
Environment-responsive therapy using
Cur-loaded MSNs

Cur may leak frommesopores of MSNs during blood circulation
and penetration of Cur-loaded MSNs into tumor tissue, result-
ing in an insufficient Cur uptake at the tumor site. Active tar-
geting therapy using Cur-loaded MSNs results in higher efficacy
and accumulation of Cur in targeted cells or tumors. Hence,
most studies usedmodiedMSNs with environment-responsive
gatekeepers. Tumor tissue microenvironment has a more acidic
pH with a range of 4.5–6.5, higher glutathione concentration (2–
10 mmol L−1) and higher temperature (40–42 °C) than normal
tissue. Therefore, Cur-loaded MSNs can be modied by pH-
responsive, redox-responsive, and temperature-responsive
gatekeepers for active targeting therapy.
pH-responsive Cur-loaded MSNs

Elbialy et al. investigated the release prole of Cur-loaded MSNs
and found that under normal physiological conditions (pH 7.4)
only less than 20% of Cur was released during 13 days. With
decreasing pH value of the medium (pH ∼ 5.5) approximately
94% of the encapsulated Cur was released in the medium
during 13 days, indicating pH-dependent solubility behavior of
Cur and its potential for high sustained release in the tumor
microenvironment, which is considered as an effective way for
targeted drug delivery.60 Some functionalized MSNs can act
effectively as a pH-responsive nanocarrier and improve these
properties for more targeted Cur delivery.114 As an example,
chitosan-functionalized MSNs were used as pH-responsive
nanocarrier. The in vitro release kinetic study of Cur for
chitosan-functionalized MSNs revealed that the rate of Cur
release from nanocarrier increased with decreasing pH value of
RSC Adv., 2023, 13, 22250–22267 | 22259
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the media (from pH 7.4 to pH 5.5). In acidic media, the amino
groups of chitosan on the surface of the nanocarrier are
protonated, converting chitosan to a cationic polyelectrolyte.
This leads to repulsion in the chitosan polymer chains and
allows it to swell. As the pH raised, the deprotonation of amino
groups increased while repulsion in polymer chains and water
absorption decreased, allowing chitosan polymeric chains to
shrink and form layers surroundingMSNs. As a result of coating
the porous surface of MSNs with layers of chitosan polymer
chains, the loaded Cur cannot be released (Fig. 4).51,57,115

Calcium-doped dendritic MSNs act as pH-responsive nano-
carrier. Cur was loaded on the surface of calcium-doped
dendritic MSNs by chelating with divalent calcium. According
to the ndings of the drug release study, Cur release from
calcium-doped dendritic MSNs modied with folic acid in
neutral PBS solution was approximately 35% aer 12 hours,
while the release rate considerably increased in acidic PBS
solution (pH 5.0) to 80% aer only 0.5 hours. Under acidic
conditions, Cur and Ca2+ complex on the surface of MSNs can
be dissociated, resulting in faster release of Cur and increasing
its solubility. Calcium-doped dendritic MSNs were well
dispersed in aqueous solutions and showed color changes from
dark red color in aqueous media to light yellow when the pH
decreased to 5.0.54

Graphene oxide nanosheets coated by dendritic MSNs were
used as pH-responsive nanodrug delivery system and Cur was
loaded in the channels of MSNs through the p–p interaction
with reduced graphene oxide. According to the results of an in
vitro drug release study, the maximum cumulative Cur release
was observed in stomach gastric juice pH (pH = 2.7) and tumor
tissue microenvironment pH (pH= 5.7), which can be related to
a decrease in the hydrophobic interaction between Cur and
graphene as well as a reduction in the electrostatic interaction
between Cur and MSNs.58

Jung et al. developed a pH-responsive nanocarrier based on
host–guest interactions. In this study, the surface of MSNs was
Fig. 4 Controlled drug delivery from pH-responsive curcumin-loaded
MSNs and glutathione (GSH)-responsive curcumin-loaded MSNs and
their release mechanisms.

22260 | RSC Adv., 2023, 13, 22250–22267
functionalized with phenanthroline by formation of covalent
bonds. Aer that Cur was loaded into pores of functionalized
MSNs and these pores were closed by the formation of coordi-
nation bonds between the phenanthroline group and Cu2+ as
a host–guest carrier. In acidic media (pH ∼5), Cu2+ can be easily
exchanged with proton and the nitrogen atoms of phenan-
throline groups become protonated. Therefore, by dissociating
the host–guest complex, Cur can be released from the pores of
MSNs into the solution phase.116

Cur-naphthoquinone conjugate has recently been exploited
as a novel theranostic molecule loaded into MSN pores that has
the potential to be used for cancer targeting, diagnosis and
therapy.14,61 Cur-naphthoquinone-loaded MSN effectively
reduced the cell viability of various cell lines including OVCAR-
5, CACO-2, CHLA, and MCF-7 to below 50%. It also showed
tumor-specic toxicity and therefore signicantly reduced cell
viability in cancer cell lines compared to a healthy broblast cell
line. Microscopic images demonstrated the detection capabil-
ities of naphthoquinone-loaded MSNs for molecular imaging
purposes due to their high-intensity intrinsic uorescence.61

The release proles (pH = 7.4 and 6.8) of Cur-loaded MSNs and
Cur-naphthoquinone-loaded MSNs were statistically signi-
cant. Cur-loaded MSNs showed no pH specicity at pH values of
7.4 and 6.8 (p = 0.31), whereas Cur-naphthoquinone-loaded
MSNs exhibited robust pH-responsivity. At acidic pH, naph-
thoquinone undergoes a reduction reaction and forms hydro-
naphthoquinone which has a higher solubility than the
naphthoquinone form. This reaction is strongly dependent on
pH, thus allowing Cur-naphthoquinone-loaded MSNs to exhibit
a great pH-responsive release prole.61

Likewise, guanidine-functionalized MSNs showed a pH-
responsive prole for Cur release. According to the release
curves, about 100% of the loaded Cur was released at pH = 5.4
aer 120 hours, whereas 52.41% was released at pH = 7.4. The
guanidine functional groups and the carbonyl group of Cur
interact electrostatically, in which these hydrogen bonds
dissociate at acidic pH and release Cur into the medium.68

Elbialy et al. developed Cur-loaded-PEGylated MSNs that
demonstrated a pH-responsive release prole of Cur, with
a high release rate in acidic medium due to the dissociation of
electrostatic interactions between Cur and MSNs, as well as the
collapse of PEG at acidic pH.76,117
Glutathione (GSH)-responsive Cur-loaded MSNs

In several studies, tannic acid has been employed as a non-
surfactant template for the synthesis of MSNs. Tannic acid
has the ability to form a complex with polyvalent cations like
Cd2+, Co2+, Cr3+, Zn2+ and Fe2+.118–121 Kim et al. developed tannic
acid-Fe(III) complex deposition on the surface of MSNs to
provide the pH- and glutathione-responsive nanocarrier. The
results of in vitro release study revealed sustainable Cur release
at pH 7.4, while a rapid Cur release was observed by lowering
the pH to 6.0 or 4.5. Furthermore, GSH-responsive release of
Cur indicated that the carboxylate and amine groups of GSH
can accelerate the decomposition of tannic acid-Fe(III) complex
via competitive complexation with iron. According to the
© 2023 The Author(s). Published by the Royal Society of Chemistry
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cytotoxicity assay, the IC50 values of free Cur, MSN and tannic
acid-Fe(III) complex MSN were >150 mM, while the IC50 value for
Cur loaded-tannic acid-FeMSN was 20.2 mM for the treatment of
MRC5 cells.56

Thiol-functionalized MSNs can act as stimuli-responsive
nano drug delivery system. The thiol–ene coupling between
bis-acrylated Cur and 3-mercaptopropyltrimethoxysilane
functionalized-MSNs can form b-thioesters and Cur polymer
shell, which can be hydrolyzed in the presence of GSH. The
hydrolysis of b-thioesters would result in the degradation of the
Cur polymer shell, which would then open the pores of MSNs
and allow the Cur and drugs (doxorubicin) encapsulated in the
pores to be released. The quantity of Cur polymer shell and GSH
concentration affect the hydrolysis rate.65,75 Liu et al. designed
stimuli-responsive MSNs using large pore MSNs in which Cur
gatekeeper was anchored to the surface of MSNs through thiol–
ene “click” chemistry and then the surface of the nanocarrier
was coated by F127 through hydrophobic interactions and self-
assembly. The results of MTT assay showed that the cell viability
of A549 cells when treated with nanocarrier treatment for 48
hours was 100%, while the treatment with Cr loaded nano-
carrier showed less than 48% cell viability at the concentration
of 200 mg mL−1, indicating the good biocompatibility of
nanocarrier.65

Modifying thiol-functionalized MSNs with hyaluronan or
polyethyleneimine-folic acid via disulde bonds resulted in the
formation of redox-responsive drug delivery system. Both
ligands act as gatekeepers that preserve the Cur loaded in the
pores and allow it to be selectively released in the presence of
GSH (Fig. 4). The in vitro drug release study revealed that the
breakdown of disulde bonds in the presence of GSH (10 mM),
resulted in the release of almost the entire Cur (96%) from both
modied MSNs with hyaluronan or polyethyleneimine-folic
acid, as compared to the release of both modied MSNs (48%
and 49% release, respectively) in the absence of GSH.52

Recently, fucoidan has been used as a sulfated poly-
saccharide to form disulde bonds on the surface of MSNs,
which is considered as a glutathione-responsive nanocarrier for
Cur delivery in the tumor microenvironment.122
Temperature-responsive Cur-loaded MSNs

Photothermal therapy using near-infrared (NIR) laser photo
absorbers can be used in combination with nano drug delivery
system to achieve their optimal therapeutic efficacy. In a recent
study, reduced graphene oxide nanosheets were coated with
dendritic MSNs, which were subsequently functionalized with
an amine group and coupled with folic acid. Aer that, the
folate-functionalized nanocomposite was immobilized with Au
nanoparticles and loaded with Cur. The in vitro drug release
study indicated that the release rate of Cur is higher in the
presence of NIR laser as an external heat-stimulator. The laser
irradiation accelerates the dissociation of Cur from the folate-
functionalized nanocomposite. At pH = 5.7 (tumoral microen-
vironment pH), the cumulative release of Cur aer 60 minutes
of NIR laser irradiation was approximately three times more
than without NIR laser irradiation. The ndings revealed that
© 2023 The Author(s). Published by the Royal Society of Chemistry
a low pH and NIR laser irradiation (temperature rise) decrease
the hydrophobic interaction between Cur and graphene, as well
as decrease in the electrostatic interaction between Cur and
MSNs, thus it can stimulate the release of Cur under the
thermal and pH-responsive conditions.58

Lo et al. developed a temperature-responsive nanocarrier
using poly(ethylene glycol) methacrylate (PEGMA) as a temper-
ature-responding polymer as well as Eu3+ and Gd3+ as
magnetic and uorescence imaging metal ions. Aer that, the
surface of MSNs modied with PEGMA and loaded with Cur.
The results of in vitro release investigation revealed that the
amount of released Cur increased from less than 20% to more
than 70% when the temperature was raised from 34 °C to 38 °C.
It is due to changes in the brush-shaped arrangement of
PEGMA, which can be opened and released the encapsulate Cur
by increasing the temperature. This multifunctional nano-
carrier was used as antiviral agent against Zika virus and MSNs
encapsulated Cur showedmore antiviral activity than free Cur.79
Co-delivery of anticancer drug with
Cur-loaded MSNs

Recently, the anticancer effects of co-delivery of 5-uorouracil
with Cur-loaded MSNs were investigated on Hep-2 laryngeal
cancer cells as well as Hep-2 tumor-bearing nude mice.
According to the ndings, MSNs could deliver 5-uorouracil
and Cur to tumors in mice and synergistically promoted cell
cycle arrest and apoptosis in Hep-2 cells. Furthermore, when
MSNs were utilized as a nanocarrier, the synergistic effects of 5-
uorouracil and Cur were enhanced and the drug dose neces-
sary for effectiveness was reduced compared to when both drugs
were administered alone. MSNs also displayed no cytotoxicity or
adverse effects in mice, and had no cytotoxicity in Hep-2 cells at
a dose of 100 mg mL−1.48

Cheng et al. developedMSNs as nanocarrier for co-delivery of
Cur and plasmid and then investigated the neuroprotective
effects of this nanocarrier in order to promote neurite
outgrowth. Cur acts as a natural antioxidant to protect neurons
from ROS-induced damage, and the plasmid RhoG-DsRed
contributes to neuroprotection by promoting neurite
outgrowth through the formation of lopodia and lamellipodia.
The complex of TAT peptide (transactivator of transcription)
with plasmid RhoG-DsRed was employed as a noncovalent
gatekeeper in this nanoformulation and the dissociation of this
complex from the MSNs surface resulted in the release of Cur
from the pores of MSNs. TAT peptide enhanced nuclear plasmid
delivery of RhoG-DsRed in cells and thus increased gene
expression.55

Recently, Cheng et al. designed and synthesized an asym-
metric lollipop-like MSNs which composed of spherical Fe3O4-
MSNs as core–shell and ethane bridged periodic mesoporous
organosilica (EPMO) as nanorods tail. Cur and gentamicin
sulfate were then loaded into the MSNs pores. The two inde-
pendent spaces (hydrophilic and hydrophobic sites) in this
nanocarrier make it suitable for encapsulation of both hydro-
phobic Cur and hydrophilic gentamicin sulfate. The ndings of
RSC Adv., 2023, 13, 22250–22267 | 22261
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Fig. 5 Cellular uptake of curcumin and cisplatin prodrug-encapsu-
lated MSNs, pH-sensitive drug release, and the involvement in chemo-
and photodynamic therapy in MES-SA/DX5 cells.
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cell cytotoxicity in MCF-7 cells revealed that the Cur and genta-
micin sulfate encapsulated into the lollipop-like MSNs had
higher cytotoxicity (89.6%) than free Cur (48.2%) and gentamicin
sulfate (19%) which can be attributed to the synergic effects of
Cur and gentamicin sulfate. The antibacterial effects of this dual-
drug nanocarrier were higher than free Cur, gentamicin sulfate
and Cur or gentamicin sulfate-loaded MSNs.66

PEGylated lipid bilayer coated MSNs were employed as
nanocarrier for co-delivery of paclitaxel and Cur and its anti-
cancer effects were evaluated in vivo and in vitro. Compared to
paclitaxel powder suspension, PEGylated lipid bilayer-MSNs
improved paclitaxel solubility and offered sustained drug
release. The co-delivery effects of paclitaxel and Cur on breast
cancer decreased the dosage of drugs and its toxic side effects,
while its anticancer effects were higher than free Cur and
paclitaxel. Co-delivery of paclitaxel and Cur induced apoptosis
and downregulated the expression of Bax in MCF-7 cell lines.
The nding of in vivo study revealed that paclitaxel and Cur
encapsulated MSNs could efficiently concentrate in the tumor
site and diminish tumor size.69,70

The effect of co-delivery of Cur with siRNA (small interfering
RNA) loaded-MSNs were evaluated on the cytokine release and
its cytotoxicity was investigated on both macrophage cell line
and on A549 cells as a model for alveolar epithelial cells. The
cytotoxicity assay revealed no cytotoxicity for concentrations
ranging from 10 to 100 mg mL−1 during a 48 hours incubation
period. The co-delivery of Cur with siRNA encapsulated into the
MSNs signicantly inhibited the TNF-a release when compared
to free Cur and siRNA, indicating that it might be a promising
dual-drug delivery platform for lowering macrophage inam-
matory responses in the lungs.81

Lojkowski et al. designed and synthesized phosphonate-
functionalized MSNs using (3-(trihydroxysilyl) propyl methyl-
phosphonatemonosodium to improve the loading content of Cur
and colchicine. Aer the synthesis of phosphonate-functionalized
MSNs, Cur and colchicine or their combination were loaded on
MSNs and then the core–shell structure was completed by coating
with folic acid conjugated with chitosan-cellulose polymer. The
anticancer effects of these nanoformulations were evaluated
against various cell lines including HCT-116 colon cells, A549,
HOS and MCF-7, in which co-delivery system of Cur and colchi-
cine showed a strong synergistic effect and more anticancer
activity against these cancer cell lines and particularly HCT-116
colon cells when compared with those of single delivery or free
Cur and colchicine. Based on the ndings, the expression of p53,
caspase-3, and Bax was effectively increased, while the expression
of Bcl-2 was inhibited in the presence of co-delivery system of Cur
and colchicine. The lowest IC50 value for the co-delivery system of
Cur and colchicine coated with a polymeric shell conjugated with
Folic acid was 4.1 mg mL−1.123

Gallium is considered as an excellent potential candidate for
cancer treatment, which effectively induces apoptosis by
destroying the three-dimensional structure of DNA and inhib-
iting DNA polymerase, ATPase, and tyrosine-specic protein
phosphatase activity.124 The cytotoxic effects of co-delivery of
gallium(III) nitrate and Cur loaded on amine functionalized-
MSNs were evaluated against breast adenocarcinoma cells
22262 | RSC Adv., 2023, 13, 22250–22267
(MCF-7) and the IC50 value was 25 mM, which was signicantly
lower compared to incubation of MCF-7 cells with free gallium
(40 mM). This co-delivery system induces apoptosis by upregu-
lating caspases 9, 6, PARP, and GSK 3b and reducing the
expression of mitochondrial proteins in MCF-7 cells.125

Carboxylation and carboxymethylation of the surface of MSNs
can provide a wide range of derivatives and increase the stability
of MSNs in aqueous solution at different pH ranges.126,127

Recently, Busa et al. investigated chemo and photodynamic
therapy of Cur and cisplatin prodrug-encapsulatedMSNs against
multidrug resistance of MES-SA/DX5 cancer cells. In this study,
cisplatin was immobilized on the surface of MSNs modied with
carboxylate groups. For the synthesis of co-delivery system, Cur
rst was encapsulation in the Pluronic F127 micelle due to
inhibitory effects of Pluronic F127 on p-glycoprotein (Fig. 5).
Fluorocarbon surfactant was used as surfactant and by adding
TEOS, Cur-embedded MSNs were obtained. In the next step, AAS
as diamine silane agent and glutaric anhydride as carboxylic acid
group agent were used tomodify the surface ofMSNs into amine-
and carboxylic acid functionalized MSNs, respectively. Finally,
diaqua-cisplatin is a highly reactive form of cisplatin that reacted
with the carboxylic acid group on the surface of MSNs. The result
of in vitro cellular uptake studies showed that co-delivery system
of Cur and cisplatin was efficiently internalized by endocytosis
and released both Cur and cisplatin into the cytosol. The level of
ROS increased under light irradiation due to the presence of Cur
as a photosensitizer in the MSNs. Therefore, the synergistic
effects of chemo- and photodynamic therapies increased the
anticancer activity of this co-delivery system against MES-SA/DX5
resistance cancer cells (Fig. 5).127
Biological activity of Cur-loaded MSNs

Breast cancer is one of the most frequent cancers in women,
and its prevalence has risen in recent years.128 Cur has been
© 2023 The Author(s). Published by the Royal Society of Chemistry
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shown to suppress angiogenesis and metastasis in breast
tumors.129,130 MSNs functionalized with folic acid or hyaluronic
acid were employed as a multifunctional nanocarrier for tar-
geted Cur delivery into breast cancer cells. The effects of free
Cur, MSNs functionalized with hyaluronan, and
polyethyleneimine-folic acid on MDA-MB-231 cell viability were
37, 16, and 14 mg mL−1, respectively. The greater cytotoxicity of
MSNs modied with hyaluronan and polyethyleneimine-folic
acid compared to free Cur may be attributed to their affinity
for the folic acid receptor and CD44, both of which target
endocytosis.52 According to the ndings, targeted delivery of
Cur-loaded MSNs via hyaluronic acid in breast cancer cells
accelerated apoptosis via the NF-kB and Bax pathways,
increased intracellular ROS production and cell cycle arrest at
G2/M phase, inhibited cell migration, increased cellular uptake
of Cur in tumor tissue, and decreased tumor volume in tumor-
bearing mice.67

Cur-loaded and calcium-doped dendritic MSNs modied
with folic acid as pH-responsive and targeted drug delivery
system effectively inhibited proliferation of human breast
cancer MCF-7 cells. Cur-loaded dendritic MSNs had greater
anticancer efficacy than free Cur, due to increased solubility and
bioavailability, reduction of PI3K/AKT/mTOR and Wnt/b-cat-
enin signaling, and the activation of mitochondria-mediated
apoptotic pathway (Fig. 6).54 Free Cur, Cur loaded-MSNs
immobilized with Au nanoparticles, and Cur loaded-MSNs
immobilized with Au nanoparticles and modied with folic
acid had IC50 values of 53.7, 48.93, and 21.20 mg mL−1,
respectively, against MCF-7 cancer cell lines. The IC50 values
against A549 cell lines were 88.53, 54.67 and 18.21 mg mL−1,
respectively.58
Fig. 6 Anti-breast cancer activities of curcumin-loaded mesoporous
silica nanoparticles.

© 2023 The Author(s). Published by the Royal Society of Chemistry
The cytotoxicity of guanidine functionalized-PEGylated
MSNs were evaluated against breast adenocarcinoma cells
(MCF-7), mouse breast cancer cells (4T1), and humanmammary
epithelial cells (MCF10A) and the ndings revealed that the IC50

values for MCF7 and 4T1cell lines were 19.5 and 14.8 mM,
respectively, within 48 hours. However, it had no effect on
MCF10A (a non-tumorigenic epithelial cell line) cell prolifera-
tion. The pure nanocarrier had no cytotoxicity against all three
cell lines even at concentration of 60 mM.68,72 Viswanathan et al.
also reported that guanidine–Cur complex-loaded amine-
functionalized MSNs effectively showed anti-breast cancer
activity against MCF-7 cells through downregulation of phos-
phorylation in Ser471 of Akt, Ser259 of c-Raf, and Ser241 of
PDK1 as well as upregulation of phosphorylation in GSK-3b
Ser9, cleaved caspases, and cleaved PARP. Based on docking
studies, guanidine-Cur complex clearly targets tumor-
suppressing proteins in MCF-7 cells through hydrogen
bonding and electrostatic interactions with lower binding
affinity, leading to apoptosis.131

Recently, the antimicrobial effects of Cur-loaded MSNs were
evaluated against clinically isolated Porphyromonas gingivalis,
which is themain cause of periodontal disease. According to the
ndings, P. gingivalis was sensitive to the Cur-loaded MSNs at
concentrations of 50–6.25 mg mL−1 with the greatest inhibition
zone (p # 0.05) at the concentration of 50 mg mL−1.132

Harini et al. investigated themechanism of Cur delivery from
functionalized MSNs with polyethyleneimine and the signaling
proteins that were triggered to induce apoptosis against MCF-7
cells. They found that Cur induces apoptosis through the acti-
vation of caspase 9, poly (ADP-ribose) polymerase (PARP)
(Fig. 6), C/EBP homologous protein (CHOP) and phosphatase
and tensin homolog (PTEN) and downregulation of Akt1.
According to the results of electron microscopic analysis, Cur
loaded into functionalized MSNs caused apoptosis by disrupt-
ing mitochondria and nucleus and altering the inner mito-
chondrial membrane from a normal vesicular structure to
swollen mitochondria aer 48 hours. In contrast, free Cur
induced apoptosis in MCF-7 cells by destroying the chromo-
some and the plasma membrane. In fact, the treatment with
Cur loaded into functionalized MSNs cause mitochondrial
disruption, which leads to increased expression of cleaved
caspase 9 and caspase 12 when compared to free Cur
treatment.80

Various studies have shown that Cur has hepatoprotective
effects.133–135 Recently, the antitumor activities of Cur loaded-
PEGylated MSNs and free Cur were studied on HepG2 cells.
The cytotoxicity results showed that Cur loaded-PEGylated
MSNs (Cur concentration = 36 mg mL−1) had cell viability of
less than 10% and about 7% aer 24 and 48 hours, respectively,
whereas HepG2 cells treated with free Cur had cell viability of
less than 76% aer 48 hours at the same concentration of Cur
(Cur concentration= 36 mg mL−1).76 PEGylation of MSNs, which
contributes to increase in cellular uptake and intracellular
accumulation of Cur loaded MSNs within tumor cells, is
responsible for the considerable cytotoxic activity of Cur loaded-
PEGylated MSNs (IC50 = 20 mg mL−1).75
RSC Adv., 2023, 13, 22250–22267 | 22263
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Kong et al. investigated the cytotoxicity effects of Cur encap-
sulated into the MSNs and Cur encapsulated into the MSNs
modied with chitosan on hepatocellular carcinoma cells. Find-
ings revealed that modication of MSNs with chitosan increased
Cur stability and cytotoxicity against hepatocellular carcinoma
cells. Encapsulation of Cur intoMSNs pores improved antioxidant
activity, biocompatibility and anticancer activity.64

The hepatoprotective effects of Cur-loaded MSNs were inves-
tigated on CCl4-induced hepatotoxicity Wistar rats. The results
demonstrated a signicant decrease in ALT and AST compared to
the control group 14 days aer treatment, but histological exam-
ination revealed a higher number of necrotic hepatic cells in the
Cur-loaded MSNs group (10 mg kg−1 b.w.) than in the free Cur
group (2 mg kg−1 b.w.). The author of this study didn't explore the
effect of MSNs in a separate group, thus it's unclear whether the
increased number of necrotic hepatic cells in the Cur loaded-
MSNs group was due to MSN toxicity or the high concentration
of Cur.63

Cur has been shown to have cardioprotective effects in rats
with myocardial necrosis via inhibiting free radical production
in rats with myocardial ischemia.136 Yadav et al. investigated the
cardioprotective effects of free Cur and Cur loaded-MSNs
against doxorubicin-induced myocardial toxicity in rats. For
two weeks, a similar concentration of Cur was given to each
group as pretreatment, and then treatment was continued for
another two weeks with doxorubicin. Both free Cur and Cur
loaded-MSNs signicantly reduced malondialdehyde levels
while also increasing antioxidant enzymes including GSH, SOD,
and CAT when compared to the doxorubicin-treated group.
According to the ndings, the efficacy of Cur loaded-MSNs was
greater than that of free Cur, due to the improved bioavailability
and solubility of Cur encapsulated into MSNs pores than free
Cur. Histopathological ndings revealed that Cur loaded-MSNs-
treated group had less loss of myobrils and vacuolization of
the cytoplasm than the doxorubicin-treated group.50

Ribeiro et al. used the combination of chitosan (1% w/v) and
poloxamer 407 (18% w/v) as a thermo-responsive hydrogel to
facilitate the intranasal administration of Cur-loaded MSNs in
a STZ-induced Alzheimer's disease model. The results of cyto-
toxicity assay showed that the combination of Cur-loaded MSNs
with thermo-responsive hydrogel was safe and biocompatible
for L929 cells line at the concentration of 50 mg mL−1.

The ex vivo permeation studies of Cur loaded-MSNs and
their combination with thermo-responsive hydrogel showed
higher permeation values of thermo-responsive hydrogel
formulation (28.40 mg cm−2) than Cur loaded-MSNs (12.46 mg
cm−2). Furthermore, the intranasal administration of thermo-
responsive hydrogel-Cur loaded MSNs effectively increased
memory retention and improved cognitive decit in Alzheimer's
disease mice.137

Cur loaded-MSNs demonstrated effective anticancer activity
against HN5 cell line (head and neck cancer cells), and the
cytotoxic effects of Cur loaded-MSNs was greater than those of
free Cur treatment. Incubation of HN5 cells with Cur loaded-
MSNs signicantly reduced Bcl-2 expression, while Bax/Bcl-2
ratio was increased by 3.43-fold compared to the untreated
HN5 cells.138
22264 | RSC Adv., 2023, 13, 22250–22267
Limitations of current research and
future perspectives

Some of the current studies suggested that functionalized MSNs
as tumor-targeting Cur carriers, can synergistically increase the
cytotoxic effects of Cur on cancer cells. However, more detailed
studies are needed to prove this claim. Most of studies used
surfactants such as CTAB to prepare MSNs. Therefore, the
results of cytotoxicity assay may be inuenced by the presence
of surfactant impurity or other impurities introduced during
the functionalization process of MSNs. Therefore, the purity of
MSNs and functionalized MSNs should be investigated in
details. Cur-loaded MSNs can be administered in a variety of
ways that may alter the results of the biological assay. Therefore,
it is necessary to focus on comparing different methods of Cur-
loaded MSNs administration. Although the surface modica-
tion of MSNs provides strategies to produce more effective
nanocarriers with fewer adverse effects for humans, a thorough
understanding of the behavior of functionalized MSNs in the
human body is important to maximize their therapeutic
potential in targeted drug delivery. Based on current studies,
loaded MSNs have promising potential for therapeutic appli-
cations, however, more preclinical studies are needed to justify
further clinical studies.
Conclusions

In this review, we summarized the latest progress in the
different synthesis methods of Cur-loaded MSNs and their
potential applications. The use of Cur-loaded MSNs allows for
targeted drug delivery to specic cells and tissues, potentially
overcoming the limitations of traditional chemotherapy. MSNs
also enable co-delivery of Cur with other anticancer drugs,
increasing the cytotoxic activity of the treatment. However,
while Cur-loaded MSNs show promise for therapeutic applica-
tions, further studies are needed to assess their clinical efficacy
and commercial viability. Additionally, it is important to fully
understand the behavior of MSNs in the human body to maxi-
mize their therapeutic potential.
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Đ. Janaćković, F. Cunin and A. Djordjevic, RSC Adv., 2016,
6, 7061–7065.

102 W. Cheng, J. Nie, L. Xu, C. Liang, Y. Peng, G. Liu, T. Wang,
L. Mei, L. Huang and X. Zeng, ACS Appl. Mater. Interfaces,
2017, 9, 18462–18473.

103 R. Hong, G. Han, J. M. Fernandez, B. J. Kim, N. S. Forbes
and V. M. Rotello, J. Am. Chem. Soc., 2006, 128, 1078–1079.

104 B. K. McMahon and T. Gunnlaugsson, J. Am. Chem. Soc.,
2012, 134, 10725–10728.

105 J. S. Suk, Q. Xu, N. Kim, J. Hanes and L. M. Ensign, Adv.
Drug Delivery Rev., 2016, 99, 28–51.

106 J. Park, P. M. Fong, J. Lu, K. S. Russell, C. J. Booth,
W. M. Saltzman and T. M. Fahmy, Nanomedicine, 2009, 5,
410–418.

107 V. Nguyen, C. T. Tran, T. Van Vo and L. B. Vong, 2023.
108 M. Khodadadi, S. Alijani, M. Montazeri, N. Esmaeilizadeh,

S. Sadeghi-Soureh and Y. Pilehvar-Soltanahmadi, J. Biomed.
Mater. Res., 2020, 108, 1444–1458.

109 L. Xu, W. Li, S. Sadeghi-Soureh, S. Amirsaadat, R. Pourpirali
and S. Alijani, J. Biomed. Mater. Res., Part A, 2022, 110, 316–
330.

110 H. Serati-Nouri, S. Rasoulpoor, R. Pourpirali, S. Sadeghi-
Soureh, N. Esmaeilizadeh, M. Dadashpour, L. Roshangar
and N. Zarghami, Life Sci., 2021, 285, 119947.

111 L. Sercombe, T. Veerati, F. Moheimani, S. Y. Wu, A. K. Sood
and S. Hua, Front. Pharmacol., 2015, 6, 286.

112 A. K. Othman, R. El Kurdi and D. Patra, ChemistrySelect,
2021, 6, 6324–6332.

113 A. K. Othman, R. El Kurdi, A. Badran, J. Mesmar,
E. Baydoun and D. Patra, RSC Adv., 2022, 12, 11282–11292.

114 O. A. Saputra, W. A. Lestari, W. N. Satriono,
M. Handayani, W. W. Lestari and F. R. Wibowo, Mater.
Lett., 2021, 305, 130804.

115 D. R. Rohindra, A. V. Nand and J. R. Khurma, S. Pac. J.Nat.
Appl. Sci., 2004, 22, 32–35.

116 D. Jin, J. H. Lee, M. L. Seo, J. Jaworski and J. H. Jung, New J.
Chem., 2012, 36, 1616–1620.

117 N. Cao, Y. Zhao, H. Chen, J. Huang, M. Yu, Y. Bao, D. Wang
and S. Cui, Macromolecules, 2022, 55, 4656–4664.
© 2023 The Author(s). Published by the Royal Society of Chemistry
118 H. Javdani, L. Etemad, M. Moshiri, A. Zarban and
M. Y. Hana-Bojd, Toxicol. Rep., 2021, 8, 1721–1728.

119 H. Javdani, R. Khosravi, L. Etemad, M. Moshiri, A. Zarban
and M. Y. Hana-Bojd, Microporous Mesoporous Mater.,
2020, 307, 110486.
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