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oxide photocatalysis: exploring the design,
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In the present day, the incorporation of environmentally conscious practices in the realm of photocatalysis
holds a prominent position within the domain of organic synthesis. The imperative to tackle environmental
issues linked to catalysts that cannot be recycled, generation of waste, byproducts, and challenges in
achieving reaction selectivity during organic synthesis are more crucial than ever. One potential solution
involves the integration of recyclable nanomaterials with light as a catalyst, offering the possibility of
achieving sustainable and atom-efficient transformations in organic synthesis. Metal oxide nanoparticles
exhibit activation capabilities under UV light, constituting a small percentage (4—8%) of sunlight. However,
this method lacks sufficient environmental friendliness, and the issue of electron—hole recombination

poses a significant hurdle. To tackle these challenges, multiple approaches have been proposed. This
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heterogeneous photocatalysts, offering a promising avenue to overcome the constraints associated with
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1. Introduction

As organic transformations progress and evolve, the potential
for environmental pollution also rises due to the utilization of
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sensitized photocatalysts and sheds light on their mechanisms in facilitating organic transformations.

extensive catalysts such as strong acids,' strong bases,> metals,?
and heavy metals,* which result in the generation of byproducts.
Researchers persist in seeking alternatives to improve these
issues and mitigating the associated risks. Within dye-
sensitized photocatalysis, dyes assume a photosensitizer role
by absorbing photons and conveying their energy to the metal
oxide photocatalyst.® This transfer of energy results in the
creation of electron-hole pairs, which actively engage in diverse
chemical reactions such as photocatalytic degradation of
pollutants,® organic transformations,” water splitting,® carbon
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dioxide reduction,’ electrochemical reactions,' environmental
remediation,"™ electrocatalysis,"” fuel production,”® photo-
degradation of pharmaceuticals," and green chemistry appli-
cations.” The efficiency and performance of dye-sensitized
systems heavily depend on the design and selection of the
sensitizer dye, making it a crucial research area within the
realm of photovoltaics and photocatalysis.*

Recent extensive reviews have thoroughly discussed the
remarkable potential of organic dyes, iridium, and ruthenium
metal complexes as homogeneous photocatalysts.'”*®* These
catalysts have successfully facilitated diverse organic trans-
formations'>** under mild conditions, utilizing visible light as
the activating source. However, one significant drawback is
their high cost, prompting chemists to explore alternative
options and seek more affordable catalysts actively.

The process of dye sensitization involves the binding or
adsorption of a dye or sensitizer, typically an organic dye, onto
the metal oxide surface.> When the dye is exposed to visible light,
excitation of electrons from the highest occupied molecular
orbital (HOMO) to the lowest unoccupied molecular orbital
(LUMO) will occur, creating a vacant space (hole) in the HOMO.
Consequently, this leads to the formation of electron-hole pairs.
Following excitation, the electrons are transferred to the CB of
the MOs. These electrons can further be transferred to an elec-
tron acceptor, such as a substrate, thereby indirectly extending
the visible light photoresponse of wide bandgap semiconductors.
Simultaneously, the oxidized form of the dye can be regenerated
through the presence of a sacrificial electron donor (Scheme 1).

While dye sensitization offers several advantages, there are
certain fundamental criteria to consider when selecting a suit-
able dye. These requisites include: (i) Broad Absorption Range:
the dye should have a wide absorption range in the visible
region to effectively harness visible light. (ii) Energy Level
Alignment: the LUMO of the dye should be more negative than
the conduction band (CB) of the semiconductor, while its
HOMO should be more positive than the redox potential of the
sacrificial electron donor. (iii) Photostability: the dye should

wide band gap metal oxides
(MOs)
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exhibit high photostability to withstand prolonged exposure to
light. (iv) Extended Excited State Lifetimes: the dye should
possess extended excited state lifetimes for efficient electron
transfer processes. These factors in selecting an appropriate dye
are crucial for achieving optimal performance in dye-sensitized
systems.*>** Fig. 1 presents an array of diverse dye structures.
These dyes have been utilized to sensitize metal oxide nano-
particles distinguished by their wide bandgap. Consequently,
these sensitized nanoparticles become capable of being acti-
vated under visible light exposure.>*°

This review article centers on the latest progress in utilizing
visible light-induced dye-sensitized heterogeneous photo-
catalysis for environment-friendly organic transformations. It
categorizes dyes employed for nanoparticle sensitization and
delves into catalyst design, pathways of reaction mechanisms,
and the distinct utility of dye-synthesized nanoparticles, espe-
cially in the context of organic transformations conducted
under green conditions from 2008 to 2023. Based on the thor-
ough research by the authors, this review article is positioned as
a pioneering contribution in the current times. It comprehen-
sively addresses all facets of dye-sensitized metal oxide design,
delves into their applications in organic transformations, and
offers in-depth insights into their underlying mechanisms. This
review article not only fills the gap in the existing literature but
also provides an excellent avenue for young researchers inter-
ested in this field to explore and engage.

2. Applications of dye-sensitized
metal oxide nanoparticles in organic
synthesis

2.1. Alizarin red (AR) and alizarin red S (ARS) dye-sensitized
metal oxide nanoparticles

Alizarin Red S, an anthraquinone dye, features an anthraqui-
none core with one sulfonate group (SO;H) and two hydroxyl
groups (OH) attached. Known for its red hue, it is a versatile dye

A (acceptor)

MOs

Scheme 1 An exemplary depiction of MOs photocatalytic mechanisms. (a) Wide bandgap metal oxide nanoparticles (1) cannot be activated by
visible light. (b) Dye-sensitized metal oxide nanoparticles that can be activated under visible light irradiation. (2) Excitation of an electron from
HOMO to LUMO. (3) Recombination of the generated electron—holes. (4) Reduction cycle, and (5) oxidation cycle.
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Fig.1 The structural representations of several commonly used dyes employed as photosensitizers for the visible light activation of metal oxide

nanoparticles.

and indicator. With robust absorption within the 500-600
nanometer range,* it is applied in visible-light sensitization
processes. It enters higher energy states upon absorbing
photons, enabling efficient electron injection into metal oxide
conduction bands and promoting charge separation for
enhanced photocatalysis. ARS displays stability under specific
conditions, which is ideal for prolonged sensitization. It binds
to metal oxide surfaces via phenolic (OH) groups or phenolic
(OH) and carbonyl (C=0) groups (see Fig. 2),%* fostering a stable
dye-metal oxide junction crucial for effective charge separation.
Due to the remarkable characteristics exhibited by Alizarin Red
(AR) and Alizarin Red S (ARS),*** these dyes have found
extensive application as dye sensitizers for activating nano-
particles with wide bandgaps. This article highlights the latest
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Fig. 2 Possible interactions between alizarin red S (ARS) and metal
oxides. Reproduced from ref. 32 with permission, copyright 2019,
Royal Society of Chemistry.
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advancements and applications of these dyes in organic
synthesis.

2.1.1. Oxidation of alcohols to aldehydes and ketones.
Miao Zhang and colleagues (2008)*® have extensively docu-
mented the aerobic oxidation of alcohols, producing aldehydes
or ketones with outstanding selectivity. The conversion rates
observed range from 43% to 100%. This remarkable trans-
formation is facilitated through the use of a visible light pho-
tocatalysis system employing dye-sensitized TiO, and TEMPO.
Benzo trifluoride (BTF) is employed as the solvent, while aliz-
arin red acts as the photosensitizer. For a comprehensive
overview of the mechanistic pathway and conversion reaction,
refer to Scheme 2.

e | =~ OH  AR-Ti0,/0,/TEMPO
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In their research publication, Vineet Jeena and Ross S.
Robinson (2012) introduced an innovative method for convert-
ing alcohols into aldehydes (Scheme 3). Their approach
involved employing a dye-sensitized metal oxide, silver salt, and
TEMPO system in an aqueous solution.?”

Sensitizing the semiconductor with alizarin red (AR) enabled
activation via visible light exposure. Remarkably, they observed
that, under these specific conditions, the dye, rather than the
semiconductor, undergoes activation, effectively preventing the
generation of hydroxyl radicals (OH). When illuminated by
visible light, the activated dye transfers an electron to the
conduction band (CB) of the semiconductor. Silver ions
promptly utilize this electron, causing their reduction to
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Scheme2 Theillustration of (a) the conversion of alcohols to their corresponding aldehydes and ketones and (b) the catalyst design and working
mechanism. Reproduced with permission from ref. 36. Copyright 2008, John Wiley and Sons.
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Scheme 3 The illustration of (a) reaction conditions for the conversion of alcohols to their corresponding carbonyl compounds and (b) the
catalyst design and working mechanism. Reproduced from ref. 37 with permission, copyright 2012, Royal Society of Chemistry.
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(a) The reaction conditions and (b) the proposed mechanism for the selective oxidation of benzyl alcohol with air using dye-sensitized

TiO, photocatalysis under visible light irradiation. Reproduced with permission from ref. 38, copyright 2018, Elsevier.

metallic silver. Concurrently, the activated dye reverts to its
original state, oxidizing TEMPO from its radical form to an
oxoammonium salt. This oxoammonium salt acts as the active
oxidizing agent for TEMPO, facilitating the conversion of the
alcohol to its corresponding carbonyl derivative. As a result,
hydroxylamine is produced, which can regenerate the TEMPO
radical through oxidation by the dye radical.

Investigating photoredox catalysts without a redox mediator,
such as TEMPO, for the aerobic oxidation of alcohols to ketones
and aldehydes presents an intriguing research avenue.
Recently, Xia Li and his research team (2018) developed an ARS-
TiO, photocatalyst and effectively employed it to synthesize
aldehydes and ketones from alcohols. This transformation was
achieved by subjecting the reaction mixture to green LED light
irradiation and atmospheric 0,.** Interestingly, their study
revealed that rutile TiO, exhibited a modest 10% conversion of
benzyl alcohol, while anatase TiO, displayed remarkable
conversion rates and selectivity. The researchers conducted
a series of experiments to gain further insights into the reaction
mechanism, elucidating a possible mechanism depicted in
Scheme 4.

To improve upon the previous findings of Ross S. Robinson
and Timothy M. Underwood (2019), a catalysis system (ARS/
ZnO/TEMPO/Ag-Na) was developed to facilitate the conversion
of alcohols to aldehydes under visible light exposure.** The

researchers successfully demonstrated a modified procedure
that significantly reduced the required amount of silver nitrate
from 18 to 1 equivalent. Despite this reduction, the catalyst
maintained its remarkable photocapacity, effectively medi-
ating the oxidation of alcohols to aldehydes under visible light
irradiation. The conversions achieved in the experiments sur-
passed 99%, highlighting the efficacy of this refined approach
(Table 1).

2.1.2. Oxidation of sulfides to sulfoxides. Sulfoxides play
a crucial role as fundamental components in organic synthesis
and have proven valuable across diverse application fields.*
Xianjun Lang and colleagues (2016) conducted a study where
they successfully achieved the oxidation of organic sulfides to
obtain desired products (sulfoxides) under mild conditions.*
They employed molecular oxygen as the oxidizing agent and
harnessed visible light to initiate the catalytic process. They
utilized dye-sensitized ARS in conjunction with TiO, nano-
particles to facilitate the reaction. In their experimental setup,
they prepared a photocatalyst that responded to visible light by
binding ARS to the surface of TiO, nanoparticles. This enabled
the oxidation of organic sulfide molecules using O,, with the
assistance of TEMPO (2,2,6,6-tetramethylpiperidine-N-oxyl) as
a redox mediator and stabilizer. Xianjun Lang and colleagues
conducted several control experiments to understand the

underlying reaction mechanism better. Through these

Table 1 Utilization of alizarin red and alizarin red S dyes as photosensitizers in oxidizing alcohols to aldehydes and ketones under diverse

experimental conditions

No. Catalyst design Light source Solvent T [h] Conv. [%] Yield [%] Sel. [%] Ref.
1 AR-TiO,/0,/TEMPO A> 450 nm BTF 10-22 7-80 Not given 93-99 36
2 AR-ZnO/AgNO,;/TEMPO A> 450 nm H,O 2 Not given 12-99 80-100 37
3 AR-TiO,/0, Green LEDs CH;CN 2 45-100 Not given 97-99 38
4 ARS-ZnO/TEMPO/Ag A>450 nm H,0 7 10-99 Not given Not given 32
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experiments, they observed that when the catalyst was exposed
to visible light with a wavelength greater than 450 nm, ARS was
excited, forming an excited state ARS*.

Subsequently, a charge transfer occurred from ARS* to TiO,,
causing an electron to be injected into the conduction band of
TiO, and forming ARS"". The electron in the conduction band of
TiO, facilitated the conversion of O, to O," (superoxide) while
ARS" oxidized TEMPO, generating TEMPO'. Concurrently,
TEMPO" interacted with thioanisole through a single-electron
transfer process, forming an S-centered free-radical cation. At
the same time, TEMPO" converted to its initial form (TEMPO). The
S-centered free-radical cation exhibited a preference for reacting
with the O, species formed in the conduction band of TiO,,
leading to the production of sulfide peroxide and allowing for the
subsequent formation of methyl phenyl sulfoxide in the presence
of methanol as the solvent. For further details regarding the
reaction conditions and mechanistic pathway, refer to Scheme 5.

In two different studies conducted by Huimin Hao and
colleagues (2018)," Wan Ru Leow and Xiaodong Chen (2019),**
ARS-TiO, photocatalyst was developed by creating a surface
complex between TiO, and alizarin red S dye. Subsequently, this
fabricated catalyst was employed to catalyze the oxidation of
sulfides to sulfoxides using molecular oxygen, facilitated by
visible light irradiation. Their research effectively enhanced the
selectivity of sulfoxide synthesis from sulfides by implementing
an aerobic oxidation system composed of ARS-TiO,/TEMPO/O,,
which was activated under blue light irradiation. Moreover, they
discovered that the choice of solvent and the presence of TiO,
are crucial factors that greatly enhance the selectivity. For
enhanced comprehension of reaction conditions and mecha-
nistic pathways, refer to Scheme 6.
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Scheme 5 (a) The reaction conditions for this process include specific
parameters such as the type of catalyst (ARS-sensitized TiO5;), the
presence of a co-catalyst (TEMPO), the use of visible light as the
energy source, and the involvement of molecular oxygen (aerobic
conditions). (b) One potential mechanistic route for the visible light
photocatalytic aerobic oxidation of thioanisole involves ARS-sensi-
tized TiO, and TEMPO. Reproduced with permission from ref. 40.
Copyright 2016, John Wiley and Sons.
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Scheme 6 (a) Reaction conditions and (b) possible mechanism for the
oxidation of sulfides to sulfoxides by ARS-TiO, under blue LED irra-
diation. Reproduced with permission from ref. 41. Copyright 2018,
John Wiley and Sons.

Fengwei Huang et al. (2021) developed a photocatalysis
system (ARS-TiO,/SiO,) in collaboration with TEMPO. This
system demonstrated exceptional conversion rates and selec-
tivity for the aerobic oxidation of organic sulfides when
exposed to visible light irradiation.*® The authors demon-
strated the functionalities of ARS, TEMPO, and TiO,/SiO, in
their study. ARS acted as a visible light harvester, enabling
efficient light absorption. TEMPO functioned as a redox
mediator, facilitating the oxidation reactions. TiO,/SiO, played
a crucial role in improving the selectivity of the reactions. The
researchers proposed a viable mechanism for the process
(Scheme 7). It begins with the excitation of electrons from the
dye by blue LEDs, which are then directly injected into the
conduction band of TiO,/Si0,. Simultaneously, the dye (ARS)
loses electrons and transforms into positive free radicals
(ARS'"). These free radicals are restored to a neutral state by
reacting with TEMPO, producing TEMPO'. The TEMPO"
species activates methyl phenyl sulfide, converting it into
a sulfur radical cation. In addition, a parallel process takes
place where the previously formed charged sulfur radical
reacts with O, generated from the interaction between O,
and the previously injected electrons. This reaction leads to
the formation of a persulfoxide compound. Finally, with the
assistance of the solvent, methyl phenyl sulfoxide is produced
as the end product of the process.

In another work, Fengwei Huang et al. (2022) developed
a photocatalyst called ARS-Ti-CMS-48, demonstrating activity
under visible light. This was achieved by incorporating ARS into
Ti-CMS-48. The synthesis process involved the initial prepara-
tion of Ti-MCM-48, characterized by its well-structured cubic
mesostructured and evenly distributed Ti sites. Subsequently,
ARS was embedded into Ti-MCM-48, forming a visible light-
responsive photocatalyst known as ARS-Ti-MCM-48.*

RSC Adv, 2023, 13, 26484-26508 | 26489
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The photocatalyst obtained was subjected to green light
activation for the selective aerobic oxidation of sulfides to
sulfoxides. The authors demonstrated that the activation of O,
involved both energy transfer and electron transfer pathways. In
addition, they emphasized the significant role of Ti sites in this
process. The authors further illustrated that embedding ARS
into the mesopores of Ti-MCM-48 effectively reduced the
occurrence of photobleaching. The researchers conducted
a series of control experiments to provide further evidence and
elucidate the mechanistic pathway. Based on the obtained
findings, they proposed a mechanism, as depicted in Scheme 8.
The process commences by exciting ARS, resulting in the
generation of ARS'" and the release of an electron (e”). Subse-
quently, sulfide reacts with ARS™", causing its return to the
ground state and giving rise to a sulfur radical cation. Mean-

View Article Online

Review

reduction to form O, due to electron migration originating
from the photoexcitation process. With the involvement of
0O,"", the sulfur radical cation undergoes conversion into
a persulfoxide, ultimately transitioning into a sulfoxide with the
assistance of CH3;OH. Furthermore, alongside the aforemen-
tioned pathway, the direct engagement of singlet oxygen (*O,)
through an energy transfer pathway over ARS-Ti-MCM-48 also
contributes to the formation of persulfoxide from sulfide. This
involvement of 'O, facilitates the subsequent transformation of
the persulfoxide, leading to the desired product of sulfoxide
(Table 2).

2.1.3.
oxidation of amines to imines represents a significant
advancement in the field of organic synthesis, offering
a more efficient and sustainable approach for the prepara-

Oxidation of amines to imines. The selective aerobic

while, the adsorbed O, molecules on the photocatalyst undergo tion of imines, which are valuable intermediates in
(2 0
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(a) Reaction conditions for the aerobic oxidation of sulfides and (b) the proposed mechanism for ARS-TiO,/SiO,/TEMPO co-catalysis

under blue LEDs irradiation. Reproduced with permission from ref. 43, copyright 2021, Elsevier.
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Table 2 Utilization of alizarin red and alizarin red S dyes as photosensitizers in oxidizing sulfides to sulfoxides under diverse experimental

conditions

No. Catalyst design Light source Solvent T [h] Conv. [%]  Yield [%] Sel. [%]  Ref.
1 ARS-TiO,/O,/TEMPO Xe lamp (4 > 450 nm) CH;0H 2.5-12 57-84 Not given 79-98 40
2 AR-TiO,/0,/TEMPO Blue LEDs CH;OH 0.7-4 78-96 Not given 82-95 41
3 ARS-Ti0O,/SiO,/TEMPO/air (1 atm) Blue LEDs (A = 460 nm) CH;O0H 0.6-2.9 90-94 Not given 89-98 43
4 ARS-Ti-MCM-48/air (1 atm) Green LEDs (A = 520 nm) CH;0H 0.6-2.4 51-94 Not given 94-99 44

pharmaceuticals,*” agrochemicals,*® and other fine chemical
applications.

In their study, Zhan Wang and Xianjun Lang (2018) pre-
sented a method that enables the selective oxidation of amines
using the conduction band electrons of TiO, as the sole cata-
lyst for O, activation and the oxidation reaction.*” The process
takes place under visible light irradiation, utilizing dye mole-
cules (ARS) bound to TiO, to capture energy and inject elec-
trons into the TiO, conduction band, forming dye radical
cations. Charge transfer from these dye radical cations to the
amines leads to the conversion of TEMPO to TEMPO", which
acts as an oxidant capable of directly oxidizing amines to
imines through a two-electron process. The regeneration of
TEMPO is achieved by oxidizing TEMPO-H with superoxide,
which is generated by the interaction between the available
electrons in the system and molecular oxygen. Each compo-
nent in the catalysis system plays a specific role: the ARS dye
enables visible light absorption, TiO, activates O,, and TEMPO
facilitates oxidative transformations. For further information
regarding reaction conditions and mechanistic insights, refer
to Scheme 9.

In a separate study, Hui Xu et al. (2019) employed ARS-TiO,
to synthesize imines from amines and alcohols, utilizing
oxygen as an oxidizing agent while irradiating the reaction
mixture with green LED light.*® The research group made
a groundbreaking discovery by developing a one-pot protocol
for the photoredox synthesis of imines from alcohols and
amines. The protocol consisted of two steps: In the first step,
highly selective oxidation of the alcohol to the corresponding
aldehyde was achieved using the ARS-TiO,/O,/Green LED light
photocatalysis system. Then, the formed aldehydes were
coupled with amines in the second step using a TiO, catalyst.
This innovative approach allowed for the efficient and direct
synthesis of imines in a single reaction vessel. In their study,
the researchers harnessed the catalytic and photocatalytic
properties of TiO, to broaden the applicability of imines.
According to the authors, the reaction mechanism can be
described as follows: When exposed to visible light, the excited
ARS* species transfers an electron to the conduction band (CB)
of TiO,. This electron then reacts with O,, converting it into
a superoxide radical anion (O, ). Simultaneously, the ARS
species is regenerated from ARS* by accepting an electron

R N R
7 7~
| o o AR-TiO,/TEMPO - \ N
/F Blue LED, air (1 atm), CH;CN /<F
R R
02 e_
‘ ARS* o
/ 4 = 2
¢
0- CB
TEMPO 66
Ph/\N
II
VB [ :I o [J + Ph/\NHz
ZnONPs Ph/\N“z H' +PnSnu

Scheme 9

(a) Reaction conditions for the aerobic oxidation of amines to imines by ARS-TiO, using O, with TEMPO under blue light irradiation

and (b) mechanistic pathway. Reproduced with permission from ref. 47, copyright 2018, Elsevier.
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from the alcohol, forming a benzyl alcohol radical and
releasing a proton (H'). Subsequently, the radical is further
oxidized to the desired aldehyde with the assistance of the
O,' " species. Following this step, the Lewis acid properties of
the TiO, surface facilitate the formation of imines from the
amines and aldehydes (see Scheme 10).
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In their research, Jun Zhou et al. (2021) devised a collabora-
tive system employing ARS, TiO, nanotubes (TNTs), and an
additional redox mediator to convert primary/secondary amines
to imines.*® The authors emphasized that the crucial factor for
successful cooperative photocatalysis lies in the electron
transfer between the oxidatively quenched ARS-TNTs and the
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|
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S —_ G
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H,0,
o
S
Ph 0 0, "\
N 0,
Ph 7 ">ph Ph—NH, Gl u
CB -
Ph™ O OH
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Scheme 10

o
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3 dve X
ARS dye N ‘b:s/.

(a) The reaction conditions and (b) the proposed mechanism for synthesizing imines from amines and alcohols with air using dye-

sensitized TiO, photocatalysis under green light irradiation. Reproduced with permission from ref. 48, copyright 2019, Elsevier.

/

NH, ARS-TNTs, TEMPO'BF, (5mol%

B~
\

/

air (1atm), 3 W green LEDs, CH;CN

\\ \
R/ \R

=
\

N/R1 ARS-TNTs, TEMPO'BF, (5mol%) | X \N/R1
H air (1atm), 3 W green LEDs, CH;CN / P~

R

LUMO

(Y
CB
ot
ARS
HOMO
VB ARS
TNTs

Scheme 11

\

BE, ,

/« 4‘ Ph/\NHz
NH;

{o}

+Z=
E

(a) reaction conditions for the aerobic oxidation of primary and secondary amines, and (b) mechanistic study for the co-catalyst

utilized under green light irradiation. Reproduced with permission from ref. 49, copyright 2021, Elsevier.
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redox mediator. Utilizing green light, they effectively estab-
lished a selective aerobic oxidation process for primary and
secondary amines through the cooperative photocatalysis of
ARS-TNTs with 2,2,6,6-tetramethylpiperidine-1-oxoammonium
tetrafluoroborate (TEMPO'BF,”). Significantly, the photo-
catalytic performance of anatase TNTs exhibited an impressive
improvement of approximately 2.2 times compared to the P25
TiO, precursor. The authors demonstrated that the enhanced
polarity of TEMPO'BF4~ rendered it more efficient in facili-
tating electron transfer when compared to (2,2,6,6-
tetramethylpiperidin-1-yl)oxy (TEMPO). Consequently,
TEMPO'BF,~ achieved over 1.5 times the activity of TEMPO in
the selective aerobic conversions of amines.

The researchers proposed a catalytic process mechanism
(Scheme 11) initiated by the excitation of ARS through green
light irradiation. When ARS is adsorbed on the TNTs' surface, it
can directly inject electrons from its HOMO into the conduction
band of the TNTs. This results in the formation of a radical
cation known as ARS'". Subsequently, the electrons in the
conduction band of TNT facilitate the conversion of O, into
0,"". In addition, the introduced TEMPO'BF, " plays a crucial
role in the oxidation of benzylamine to benzylideneamine
through a direct two-electron transfer process, leading to the
formation of TEMPOH,'BF, . The desired product, N-benzyli-
denebenzylamine, is generated by coupling the previously
formed benzylideneamine with the unreacted benzylamine.
Finally, O,"~ oxidizes TEMPOH,'BF,~ to yield TEMPOH BF,,
simultaneously promoting the transition of the ARS radical
cation to its ground state.

Xiaoming Ma et al. (2021) synthesized one-dimensional
niobium pentoxide (1D) Nb,Os nanorods. These nanorods

ARS, Nb,0s nanorods, TEMPO _ (Z
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were combined with ARS to create a highly efficient visible light
photocatalyst known as ARS-Nb,Os. The researchers utilized
a fabricated dye-synthesized photocatalyst with TEMPO for the
selective aerobic oxidation of amines into imines. This process
was carried out under green light irradiation and achieved an
exceptional selectivity of 95% within 2 h. In their study, the
authors compared the performance of the 1D Nb,O5 nanorods
with that of 3D hierarchical Nb,Os. The results demonstrated
that the 1D structure outperformed the 3D hierarchical Nb,Os,
yielding approximately twice the desired outcome.” The
researchers proposed a mechanism to convert amines into
imines, considering the optimal conditions described in
Scheme 12. This proposed mechanism initiates the process by
exposing the system to green light irradiation. During this step,
the electron is directly transferred from the HOMO of the dye to
the conduction band of Nb,O5; nanorods. This electron transfer
leads to the creation of a radical cation (ARS""). Subsequently,
ARS'" undergoes electron transfer with TEMPO at the interface
of Nb,Os nanorods, resulting in the regeneration of its ground
state (ARS). At the same time, TEMPO undergoes a conversion
into TEMPO". Following these steps, TEMPO" is an oxidizing
agent for benzylamine, facilitating its conversion into benzyli-
deneamine through a two-electron transfer process. Simulta-
neously, TEMPO" experiences reduction and transforms into
TEMPOH by accepting a hydrogen atom from benzylamine's
Co~H bond. Afterward, benzylideneamine undergoes coupling
with unreacted benzylamine, leading to the desired product, N-
benzylidenebenzylamine. In addition, the electrons present in
the conduction band are captured by O,, resulting in the
generation of O, . This species can then combine with TEM-
POH to regenerate TEMPO (Table 3).

]
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(a) Reaction conditions for the aerobic oxidation of amines and (b) proposed mechanism for ARS-Nb,Os/TEMPO co-catalysis under

green LEDs irradiation. Reproduced with permission from ref. 50, copyright 2021, Elsevier.
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Table 3 Utilization of alizarin red and alizarin red S dyes as photosensitizers in the process of amine to imine conversion under diverse

experimental conditions

No.  Catalyst design Light source Solvent T [h] Conv. [%]  Yield [%)] Sel. [%] Ref.
1 ARS-TiO,/TEMPO/air (1 atm) Blue LEDs CH;CN 1.5-5.5 54-99 Not given 61-98 47
2 AR-TiO,/0,/TEMPO Green LEDs CH;CN  0.5-3 Not given 66-98 Not given 48
3 ARS-TNTs/TEMPO'BF, /air (1 atm)  Green LEDs CH;CN  0.6-2 64-97 Not given ~ 77-99 49
4 ARS-Nb,O5/TEMPO/aerobic O, Green LEDs (A = 520 nm) CH;CN 1.5-2 61-99 Not given 79-99 50

2.1.4. Thiocyanation and cyclization reaction. In their
study, Mehdi Koohgard and colleagues (2020) successfully
enhanced the photocatalytic performance of TiO, nanoparticles
by incorporating ARS as a sensitizer. This modification resulted
in the creation of a photocatalyst (ARS-TiO,).>* The process of
creating this catalyst was relatively straightforward: a mixture of
ARS and TiO, was stirred together at room temperature in the
absence of light. Once synthesized, the catalyst exhibited acti-
vation capabilities when exposed to visible light. The researchers
then utilized the fabricated catalyst to selectively modify sp> C-H

AR-TiO,/atmospheric O,

bonds through thiocyanation and cyclization reactions (Scheme
13). To achieve this, blue LED light was used as the irradiation
source. The team found that their method could be easily scaled
up and was compatible with various functional groups, demon-
strating its versatility in practical applications (Table 4).

2.2. Ruthenium dye complexes-synthesized metal oxide
nanoparticles

Despite their significant cost, the exceptional optical properties
of ruthenium dyes have spurred numerous researchers to utilize
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Scheme 13  (a) Reaction conditions and (b) catalytic activation of sp?> C—H bonds through thiocyanation and cyclization reactions facilitated by
ARS-TiO, under blue LED irradiation. Reproduced from ref. 25, with permission, copyright 2020, Royal Society of Chemistry.
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Table 4 Utilization of alizarin red S dye as a photosensitizer in the thiocyanation of different substrates under specific experimental conditions

Catalyst design Substrates Light source Solvent T [h] Yield [%] Ref.
ARS-TiO,/atmospheric O, 2-Amino-4-phenylthiazole derivatives Blue LEDs THF 24 73-97 25
Heterocyclic substrates containing Blue LEDs THF 24 0-89
nitrogen atom
Phenol derivatives Blue LEDs THF 24 0-92
Aniline derivatives Blue LEDs CH;CN 20 45-96
2-Aminobenzothiazole derivatives Blue LEDs CH;CN 24 56-82
Indole and pyrrole derivatives Blue LEDs THF 20 77-98

them as photosensitizers across various fields, including solar
cells®* and photocatalysts.”> These dyes' remarkable attributes
collectively amplify their effectiveness in sensitizing metal oxide
surfaces for diverse applications, their absorption range,
adjustability, prolonged excited state duration, redox charac-
teristics, stability, and interaction with metal oxides.*

These dyes play a central role in capturing light energy and
accelerating the conversion of photons into electrical current.
Ruthenium dyes can bond with the surfaces of metal oxides
through carboxylic acid groups, forming ester linkages (Fig. 3)
that establish a strong connection between the dye and the

N3 Ruthinium : : L ; .
Dye Oéc\OH metal oxide surface while facilitating effective electronic
communication between the two components.**
Fig.3 Conjugation strategy between ruthenium dyes with the surface 2.2.1. Reduction of nitroarenes to anilines. Stefan Fuldner

of metal oxides through ester linkages. Adapted with permission from

i ' et al. (2010)> devised a novel method for reducing nitroarenes
ref. 54. Copyright 2006, John Wiley and Sons.

to anilines using a photocatalytic system. The system employed
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Scheme 14 (a) Reaction condition for the conversion of nitroarenes to anilines and (b) the proposed mechanism involving the reduction of

nitroarenes using a green-light/sun light mediated process facilitated by dye-sensitized TiO, and transition metal clusters. TEOA (triethanol-
amine) is also involved in the reaction. Reproduced from ref. 55 with permission, copyright 2010, Royal Society of Chemistry.
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a ruthenium complex as a photosensitizer to activate titanium
dioxide, forming Ru-sensitized TiO, photocatalysts. This acti-
vation process was achieved by subjecting the photocatalysts to
either green LED light or sunlight irradiation. To enhance the
catalytic activity, minute quantities of transition metal salts
were utilized as co-catalysts. These co-catalysts facilitated the
formation of metal nanoparticles with a precise size distribu-
tion under specific experimental conditions. The resulting
catalyst exhibited excellent performance in various organic
synthesis reactions. Their study demonstrated that unmodified
TiO, resulted in a low conversion rate of approximately 2% for
nitrobenzene when the reaction mixture was exposed to a light
source with a wavelength of 530 nm. However, when TiO, was
modified with N3 without including transition metals, the
conversion rate increased significantly to 39%. The researchers
observed a remarkable enhancement in the catalytic activity by
incorporating a small quantity of transition metal salts,
achieving a conversion rate of up to 99%. Scheme 14 depicts the
proposed mechanism for converting nitroarenes to anilines
under the specified reaction conditions.

Building on their previous research concerning the reduc-
tion of nitroarenes to aminoarenes, Stefan Fuldner and his
research team embarked on a new study involving the devel-
opment of N3 dye-sensitized titanium dioxide (TiO,) for the
conversion of nitroarenes into aminoarenes (2011).>® They
modified commercially available TiO, particles (P25) by incor-
porating the ruthenium complex N3. Utilizing green LED light
(530 £ 10 nm) as the catalyst activation source, they successfully

View Article Online

Review

facilitated the photoreduction of nitroarenes in an acetonitrile
solution with triethanolamine (TEOA), serving as the sacrificial
electron donor. Notably, the catalytic system exhibited excep-
tional selectivity, producing solely the corresponding amino-
arenes without any unwanted byproducts. In addition, the
researchers observed that adding a small quantity of urea to the
reaction mixture significantly enhanced the conversion rate. For
more comprehensive information regarding the reaction
conditions and mechanism, refer to Scheme 15.

Sumana Bhar and Rajakumar Ananthakrishnan (2015) con-
ducted a study to explore a photocatalytic system tailored to
reduce p-nitrophenol using visible light. To achieve this, they
utilized a hybrid catalyst comprising sensitized zinc oxide
nanoparticles (ZnONPs) combined with a ruthenium(u)-
complex, complemented by platinum(i) as a co-catalyst. The
researchers conducted various parameter studies, including
examining different concentrations of Pt(i) ions, to enhance the
outcomes. The study yielded promising results, with
a maximum reduction percentage of 55-60%.>> A series of
experiments were conducted to gain insights into the mecha-
nistic pathway. The findings revealed that the photoreduction
of p-nitrophenol occurs via an electron transfer process. The
researchers documented this significant observation as a part of
their study (Table 5).

Based on the control experiments conducted in their study,
a proposed mechanism was formulated. Upon visible light
irradiation, the Ru-dye absorbs green light and becomes
excited, forming an excited singlet state. This excited singlet

NO, N2
| N3-P25, TEOA, Urea _
R/ F A =530 nm, MeCN, 24 hrs. R/ Z
A =530 Flow of electron
M NO>

NSk, urea TiO, (P25)

-

Flow of proton

Scheme 15

(a) The conversion reaction and the conditions for the catalysis system; (b) the reduction of nitrobenzene through photocatalysis

using dye-sensitized TiO, is achieved in the presence of urea, which acts as a mediator for proton transfer. Reproduced from ref. 56 with

permission, copyright 2011, Royal Society of Chemistry.
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Table 5 Application of ruthenium-dye complexes as photosensitizers for the reduction of nitroarenes to their corresponding amines, con-

ducted under various experimental conditions

No. Catalyst design Light source Solvent T [h] Conv. [%] Yield [%] Sel. [%)] Ref.

1 N3-TiO,/TEOA/K,PtClg Green LEDs (A > 530 nm) CH;CN 24 39-99 6-91 Not given 55
Sun CH;3;CN 11 4-80 Not given Not given

2 N3-P25/TEOA/urea Green LEDs (4 > 530 nm) CH;CN 24 Up to 99 Not given Up to 99 56

3 ZnO-Ru(u)/Pt(u)/TEOA CFL CH,;CN 24 55-60 Not given Not given 52

state undergoes inter-system crossing (ISC), forming a stable
triplet state. Subsequently, the excited dye molecule injects
electrons into the conduction band of ZnONPs. These electrons
are then transferred to the surface of Pt(u), which facilitates the
reduction of p-nitrophenol by abstracting a proton from the
sacrificial donor, ultimately producing H,. To complete the
catalytic cycle, the sacrificial donor, TEOA, reduces Ru(m) back
to its initial Ru(u) state (see Scheme 16).

2.2.2. Tandem Michael addition/oxyamination of alde-
hydes. In their pursuit of advancing green organocatalytic
processes, Hyo-Sang Yoon and his research group (2012)°” have
been actively involved in developing ecofriendly oxidation
protocols in enamine-mediated organocatalytic reactions. Their
extensive investigations have made a significant breakthrough
by identifying N719-sensitized TiO, as an effective catalyst for
organo photoreactions. This catalytic system triggers highly
diastereoselective and enantioselective tandem iminium/SOMO
(singly occupied molecular orbital) reactions, forming R,B-
substituted aldehydes. These reactions are noteworthy because
they occur under cost-effective, nontoxic, and visible light-
induced photocatalytic conditions, underscoring their envi-
ronmentally sustainable characteristics. To achieve a tandem
iminium-SOMO reaction, researchers explored the combination
of Michael additions of malonates to R,B-unsaturated alde-
hydes, followed by the R-oxyamination of the resulting (-

photocatalyst, K,PtCl;, TEOA

(45W CFL lamp), 24 h

OH

Ru(III)

TEOA

o+
TEOA

Scheme 16 Reaction conditions and (b) diagrammatic representation
that elucidates the potential mechanism underlying the photoreduc-
tion process of p-nitrophenol into p-aminophenol. Reproduced from
ref. 52, with permission, copyright 2015, Royal Society of Chemistry.

© 2023 The Author(s). Published by the Royal Society of Chemistry

substituted aldehydes, all in a single reaction pot under visible
light. A series of experiments were conducted to investigate the
influence of the dye-sensitized TiO, photocatalysis system.
Initially, the reaction mixture was catalyzed solely by the N719
dye, resulting in a maximum conversion rate of 62%. However,
when TiO, was used as the catalyst alone, only 11% of the
desired product was obtained. The most promising outcome
(vield = 80%) was observed when N719 dye was combined with
TiO,. This highlighted the synergistic effect of the combined
catalysts. Researchers have presented a highly efficient multi-
catalytic system for the tandem Michael addition/oxyamination
of aldehydes under organophotocatalytic conditions. A chiral
amine organocatalyst in conjunction with N719/TiO, under
visible light achieved favorable results. For a comprehensive
understanding of the reaction conditions and the mechanistic
pathway involved, refer to Scheme 17 and (Table 6).

2.2.3. Oxidation of alkenes. Kohsuke Mori and his team
(2010) have made significant strides in developing a remarkably
efficient system for selectively oxidizing alkenes to yield epox-
ides and ketones. This system employs a photocatalytic
configuration comprising a Ru(bpy);**(bpy-2,2-bipyridine)
complex supported on SiO,-encapsulated silver nanoparticles
(Ag@Si0,). Operating under visible light and molecular oxygen,
this setup exhibits groundbreaking advancements by harness-
ing the phenomenon of Localized Surface Plasmon Resonance
(LSPR) demonstrated by the silver nanoparticles. The dye
employed in the system effectively absorbs visible light, creating
an excited singlet metal-to-ligand charge-transfer state
(*MLCT). This state seamlessly undergoes intersystem crossing
with exceptional efficiency, transitioning into a triplet MLCT
state (*MLCT). The researchers successfully demonstrated that
the Ag@SiO,/[Ru(bpy);]*" system, when subjected to visible
light irradiation in the presence of oxygen at room temperature,
acts as an exceptional photocatalyst for selectively oxidizing
alkene derivatives into alcohols, aldehydes, ketones, and epox-
ides®® (as depicted in Scheme 18 and Table 7).

2.3. Eosin Y dye and 5(6)-carboxyfluorescein [5(6)-FAM]-
synthesized metal oxide nanoparticles

Dyes incorporating carboxylic acid and catechol groups can
establish complexes with metal oxides,*® leading to interactions
between the metal oxide and the dye. These interactions
primarily occur through electrostatic attractions between the
anionic segments of the dyes and the cationic regions (metal
ions) present on the surface of the metal oxides. Within this
particular category, examples such as 5(6)-carboxyfluorescein,
distinguished by the inclusion of hydroxyl (OH) and carboxylic
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Scheme 17 Elucidation of (a) the tandem iminium/SOMO reaction is investigated using photocatalysts (1), and stepwise reactions are explored
under organophotoreaction conditions (2). (b) The mechanism for the tandem Michael addition/oxyamination reaction. Reproduced with
permission from ref. 57. Copyright 2012, American Chemical Society.

Table 6 Application of ruthenium-dye complexes as photosensitizers for the Michael addition/oxyamination of aldehydes, conducted under
specific experimental conditions

No. Catalyst design Light source Solvent T[h] Conv.[%] Yield [%] Sel.[%] Ref.

1 N719-TiO,/TEPO/CH,(CO,Et), Visible light (8 W cool white fluorescent tubes) CH;CN 18-21 Not given 30-80 90-99 57

acid groups, as well as eosin Y, characterized by carboxylic acid 2.3.1. Oxidation of benzyl ethers to benzoates. In an

groups, fall into this classification. Consequently, these dyes
emerge as promising contenders for functioning as photosen-
sitizers, enabling the activation of wide-bandgap metal oxides
upon exposure to visible light.

26498 | RSC Adv, 2023, 13, 26484-26508

impressive advancement, Li Ren and his research group (2017)
successfully devised an effective catalysis system that enables
the aerobic oxidation of benzyl ethers to benzoates.

© 2023 The Author(s). Published by the Royal Society of Chemistry
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©/\ Ag@SiOy/ [Ru(bpy)s|>*
MeCN, A > 400 nm, O,, rt.
Ag@SiO,/ [Ru(bpy)3]** o)
MeCN, A > 400 nm, O,, rt.
} : OH

Ag@SiOy/ [Ru(bpy);]** +
MeCN, A > 400 nm, O,, rt.

<

Scheme 18 Reaction condition of alkenes to the corresponding oxygenated products. Reproduced with permission from ref. 58. Copyright
2010, John Wiley and Sons.

Table 7 Application of ruthenium—-dye complex as a photosensitizer for the oxidation of styrene derivatives, conducted under specific
experimental conditions

No. Catalyst design Light source Solvent T [h] Conv. [%] Yield [%] Sel. [%] Ref.

1 Ag@SiO,/[Ru(bpy)s]** Xe lamp (55 W, A > 400 nm) CH,;CN 24 Not given Not given Not given 58

e H H (0]
O-R P25-Eosin Y (2 mol%)/balloon air O-R
Blue LED, acetone, rt, 12h -

Q "
; ’K

Eosin Y*
"LUMO
0,
Eosin Y*
SET ©)<
EosmY -H"
VB Initiation step:
A —_ H OOH B ©
TiO,NPs ©/°kOR 0, ©)<OR TiO, OR
Propagation step: b 20K
o’ _>_ )J\+©)<OR HAT(] ©)-\OR _>_
| HAT(II) 1.0 (W)
OH (o)

©*°R

Scheme 19 (a) Catalytic system, reaction conditions and (b) a conceivable mechanism for the aerobic oxidation process of benzyl ethers.
Reproduced with permission from ref. 60. Copyright 2017, American Chemical Society.
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This breakthrough was achieved using eosin Y-sensitized
titanium dioxide under visible light and molecular oxygen
conditions.*®® The catalytic system exhibits numerous notable
advantages, including its simplicity of setup, affordability, and
ability to accommodate a wide range of substrates. In addition,
the team proposed a logical mechanistic pathway for the reac-
tion, which involves a photoinduced, radical-based two-step
process mediated by an isolable peroxide intermediate. This
innovative development paves the way for exciting opportuni-
ties in the field of catalysis (refer to Scheme 19) and (Table 8).

2.3.2. Oxidation of alcohols. Yichi Zhang and colleagues
(2017) undertook a research study focusing on developing
a technique that employed dye-sensitized TiO, with TEMPO as
a co-catalyst. Their primary aim was to oxidize alcohols and
successfully synthesize carbonyl compounds with a remarkable
selectivity of 98%. This process was achieved under mild reac-
tion conditions, utilizing molecular oxygen as a green oxidizing
agent and green light irradiation. To enhance the photocatalytic
performance of TiO,, they utilized Eosin Y as a photosensitizer,
leading to significant improvements in the overall efficiency of

View Article Online

Review

the process. The conversion rates achieved ranged from 14% to
99% for the targeted product.®* The reaction conditions and the
mechanistic pathway are shown in Scheme 20.

In a related investigation, Ningning Wang et al (2019)
devised a photocatalysis system by creating a dye-based catalyst
composed of 5(6)-carboxyfluorescein [5(6)-FAM], CH;0-TEMPO,
and TiO,. This catalyst 5(6)-FAM-TiO,/CH;O-TEMPO was
applied to the aerobic oxidation of alcohols, utilizing green LED
light for irradiation. The process resulted in the production of
aldehydes and ketones with remarkable selectivity and high
yields. Notably, the researchers opted to employ CH;0-TEMPO
instead of TEMPO alone and observed that CH;O-TEMPO
displayed enhanced effectiveness in the oxidation process
(Table 9).%

2.4. Thionine dye (TH)-sensitized metal oxide nanoparticles
for the oxidation of alcohols

Thionine dye (TH), also known as Methylene Blue (MB), has
been employed as a photosensitizer for the activation of metal
oxides in the presence of visible light. The binding mechanism

Table 8 Application of eosin Y dye as a photosensitizer for the selective aerobic oxidation of benzyl ethers to benzoates, conducted under

specific experimental conditions

No. Catalyst design Light source Solvent T [h] Conv. [%] Yield [%] Sel. [%] Ref.
1 P25-eosin Y/balloon air Blue LED Acetone 12 100 54-92 Not given 60
e | = OH Eosin Y-TiO,, TEMPO X o
+120, > |
I F +H,0
d CH;CN, 3W green LEDs I F
R
0o ¢ o
) S v dye \‘ N HOO"
0, dy :
dye
Eosin Y
Scheme 20 (a) Reaction conditions and (b) photocatalytic aerobic oxidation of alcohols for the eosin Y-sensitized TiO, nanoparticles.

Reproduced from ref. 61, with permission, copyright 2017, Royal Society of Chemistry.

Table 9 Application of eosin Y dye as a photosensitizer for the selective aerobic oxidation of alcohols to the corresponding aldehydes and

ketones, conducted under different experimental conditions

No. Catalyst design Light source Solvent T [h] Conv. [%] Yield [%] Sel. [%] Ref.
1 TiO,-eosin Y/TEMPO/O, Green LEDs CH;CN 1-4 14-99 Not given 50-100 61
TiO,-5(6)-FAM/CH;0-TEMPO/aerobic O, Green LEDs CH;CN 1-2 21-100 Not given 26-100 62
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between this dye and metal oxides can be attributed to either oxide surface remains negatively charged when the pH is
hydrogen bonding or electrostatic attraction. Notably, the elevated. Consequently, the cationic thionine dye can undergo
binding process is pH-sensitive. Under low pH conditions, both  robust adsorption onto the metal oxide surface, driven by
the metal oxides and thionine dye carry a negative surface electrostatic attraction® (refer to Fig. 4).

charge. In this scenario, the primary mode of adsorption is Xue Yang and colleagues (2017) developed a dye-sensitized
governed by hydrogen bonding. This interaction is formed photocatalyst known as TiO,-(PW;,-TH)g, employing the utili-
through the nitrogen atoms present in MB and the hydroxyl zation of thionine dye (TH) and PW;,04° (referred to as
groups on the surface of the metal oxides. Conversely, the metal PW12). This newly synthesized catalyst was employed to

High pH value

~

Low pH value

~

N
| MO MO
HO™™
) |
@\ N
5 ¥ =
Hydrogen electrostatic
bond attraction

\

MO N

/
()/
%,
2,
7,
%
7,
7
%,
2,
Z,
7)
()
/

Fig. 4 Possible interactions between the TH dye and metal oxides at low pH (hydrogen bonding) and high pH (electrostatic attraction). Adapted
with permission from ref. 63, copyright 2018, Elsevier.

(\j/‘ TiO,-(PW,,-TH)g i N
R/ F visible light, O, (1 atm), 2.5 h, R/ F

BTF/dodecane

X
- 0, e
R 2 — ‘LMo o
/ CB \\

\
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;’0/
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| N
IF 0, | \
| |
\\ / HOMO
' TH
2 THe
\\ J/
TiO,NPs or POMs

Scheme 21 (a) Reaction conditions for the aerobic oxidation of aryl alcohols to aldehydes by TiO,-(PW,,-TH)g under Blue light irradiation; (b)
mechanistic pathway. Reproduced with permission from ref. 64, copyright 2017, Elsevier.
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Table 10 Application of thionine (TH) dye as a photosensitizer for the selective aerobic oxidation of alcohols, conducted under specific

experimental conditions

No. Catalyst design Light source Solvent

T [h] Conv. [%] Yield [%] Sel. [%] Ref.

1 TiOy-(PW,,-TH)g/O, Visible light

selectively oxidize various substituted alcohols to aldehydes,
utilizing visible light irradiation. According to their findings,
the photocurrent response exhibited by the catalyst exceeded
that of Si0,@(PW,,-TH)g, P25-(PW,-TH)g, and TiO,/TH.** This
enhanced performance of the novel catalyst can be attributed to
its more effective transfer and prolonged lifetime of the excited
species stimulated by photon energy. Through multiple control
experiments, the researchers demonstrated that the principal
reactive components in the proposed system were electrons and
superoxide radicals. Moreover, the selectivity of the catalyst was
attributed to the absence of holes and hydroxyl radicals. The
researchers utilize oxygen as the oxidation molecule. Oxygen is
readily available and cost-effective. An additional advantage of
this system is that the only reaction side product is water (H,0),
thereby generating no secondary pollution. The researchers
initially described the absorption of visible light energy by the
TH dye to elucidate the reaction mechanism. This absorption
led to excitation from the HOMO to the LUMO of the dye,
triggering an electron transfer from the LUMO of the dye to the

(2] -
j\ F1-TiO, or RhB-TiO,/TEA _ /}\
A > 400 nm, CH;CN, 24 h, 32 °C Ar H CH3

/—\Dyc*

e

/l?\ " trap ity A > 400 nm
Ar CH;3
NH;*
Tio,Nps | —HOMO_ (
- RhB or NH,
F1 dye

Scheme 22 The specific reaction conditions (a) and detailed infor-
mation regarding the conversion of aromatic ketones to alcohols,
including the reaction mechanism (b). Reproduced with permission
from ref. 65, copyright 2014, Elsevier.

BTF/dodecane

2.5 17.1-61.3 Not given >99 64

conduction band (CB) of TiO, or polyoxometalates (POMs).
Subsequently, the transferred electron functioned as a reducing
agent, facilitating the reduction of molecular oxygen to super-
oxide radical species. Ultimately, this process resulted in the
conversion of alcohols into their corresponding aldehydes (see
Scheme 21) and (Table 10).

2.5. Rhodamine B (RhB) and fluorescein (Fl) dyes-sensitized
metal oxide nanoparticles for the reduction of ketones

Fluorescein (F1) contains a hydroxyl group, while Rhodamine B
features a carboxyl acid group, enabling them to form robust
bonds with the surfaces of metal oxides (see Fig. 2 and 3 for
reference). Shigeru Kohtani and his team (2014) significantly
enhanced the photocatalytic performance of TiO,. Their inno-
vative approach involved harnessing the power of sensitizers,
specifically rhodamine B (RhB) and fluorescein (Fl) dyes, which
could be activated using visible light. The team successfully
fabricated two catalysts by incorporating these sensitizers: RhB-
TiO, and F1-TiO,.* These catalysts were then utilized to convert
aromatic ketones into their respective alcohols, showcasing
their remarkable efficiency and potential in catalytic trans-
formations. The study demonstrated the successful catalytic
activity of both RhB-TiO, and F1-TiO, catalysts in the desired
reaction. However, the team found that F1-TiO, exhibited
superior performance compared to RhB-TiO,. For a more
comprehensive understanding of the results, refer to Scheme 22
and (Table 11).

2.6. Coumarin dyes-sensitized metal oxide nanoparticles for
the reduction of acetophenone (AP)

Coumarins, a class of organic compounds known for their
distinct benzopyrone structure, have found significant utility as
photosensitizers. These compounds possess remarkable ability
to absorb and transfer light energy. As photosensitizers,
coumarins play a crucial role in capturing light energy and
transferring it to other molecules or surfaces. Their conjugated
molecular structure allows them to efficiently interact with
light, making them versatile tools for harnessing and manipu-
lating light-driven reactions in diverse fields.®® Certain
coumarin compounds have been employed as photosensitizers,

Table 11 Application of Rhodamine B (RhB) and Fluorescein (Fl) dyes as photosensitizers for the selective reduction of ketones, conducted under

different experimental conditions

No. Catalyst design Light source Solvent T [h] Conv. [%] Yield [%] Sel. [%] Ref.
1 FI-TiO,/TEA Vis. (A > 400 nm) CH;CN 24 52-78 48-74 92-100 65
2 RhB-TiO,/TEA Vis. (A > 400 nm) CH;CN 24 37-78 35-73 94-97
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contributing to organic transformations. However, not all
coumarins exhibit dye properties. The potential of a specific
coumarin to function as a dye or photosensitizer relies on its
molecular structure and electronic characteristics.”” A crucial
aspect of binding with metal oxides is the presence of carboxylic
acid groups.

In their study, Shigeru Kohtani and his team (2015) explored
the activation of TiO, nanoparticles using coumarin dyes under
visible light. They demonstrated that coumarin dyes adsorbed
on titanium dioxide (TiO,, P25) are highly effective in hydro-
genating acetophenone, yielding favorable chemical efficien-
cies. Furthermore, they delved into the influence of sacrificial
reagents on this dye-sensitized system and shared their
discoveries.®® During their research, the authors utilized a range
of coumarin dyes, including Coumarin 343, NKX-2311, NKX-
2587, NKX-2677, and NKX-2697 (Fig. 5), to sensitize TiO,
nanoparticles. These combinations of coumarin dye and TiO,
were then employed in the acetophenone hydrogenation

(0]
HO =z N NC = N N N
0”0 COOH 0" o

Coumarin 343 NKX-2311

o~ 0O
NKX-2677

View Article Online
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process, and after 48 hours, they performed a comparative
analysis to identify the combination with the best catalytic
activity. The results indicated that C343-TiO, and NKX2311-
TiO, exhibited the most favorable catalytic activities when
triethylamine (TEA) served as the sacrificial electron donor. In
addition, they observed that the catalytic activities of NKX2587-
TiO,, NKX2677-TiO,, and NKX2697-TiO, were significantly
enhanced when they replaced TEA with DIPEA. For a deeper
understanding of the research, including the reaction condi-
tions and the underlying mechanism, please refer to Scheme 23
and (Table 12).

2.7. Erythrosine B dye-sensitized metal oxide nanoparticles

Belonging to the xanthene dye family, Erythrosine B dye stands
out prominently. Its unique red coloration characterizes its
exceptional capability to absorb light within the visible spec-
trum (450-550 nm).*® This distinct trait positions it ideally for

H-O CN
N\_¢ |
(o} S > N
(o} (o]

NKX-2587

Fig. 5 The structures of coumarin dyes used by Shigeru Kohtani and his team®® in their work.

o~ O
NKX-2697
OH
Coumarin dye-TiO, CH3

L

(o]
(a)
+e +2H"
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A >400 nm
NH;

dye VB
NH;" :

Coumarin
dyes )
TIOZ

Scheme 23
visible light irradiation using coumarin dyes-TiO,.

© 2023 The Author(s). Published by the Royal Society of Chemistry
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(a) The reaction conditions employed for the hydrogenation of acetophenone. (b) The mechanistic pathway of photocatalysis under

RSC Adv, 2023, 13, 26484-26508 | 26503


http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d3ra05098j

Open Access Article. Published on 04 September 2023. Downloaded on 11/10/2025 11:46:46 PM.

Thisarticleislicensed under a Creative Commons Attribution-NonCommercial 3.0 Unported Licence.

(cc)

RSC Advances

View Article Online

Review

Table 12 Application of different types of coumarin dyes as photosensitizers for the photohydrogenation of acetophenone, conducted under

different experimental conditions

No. Catalyst design Light source Solvent T [h] Conv. [%] Yield [%] Sel. [%)] Ref.
1 C343-TiO,/TEA Vis. (A > 400 nm) CH;CN 48 100 Not given Not given 68
2 NKX2311-TiO,/TEA Vis. (A > 400 nm) CH;CN 48 96 Not given Not given

3 NKX2587-TiO,/DIPEA Vis. (4 > 400 nm) CH;CN 48 84 Not given Not given

4 NKX2677-TiO,/DIPEA Vis. (2 > 400 nm) CH;CN 48 75 Not given Not given

5 NKX2697-TiO,/DIPEA Vis. (A > 400 nm) CH;CN 48 79 Not given Not given

capturing light energy and driving various photochemical
reactions. Erythrosine B dye has proven invaluable across
various disciplines, from its role in enhancing dye-sensitized
solar cells” to its application in advanced photodynamic
therapy.” This versatility can be attributed to its proficiency in
efficiently channelling absorbed light energy to adjacent mole-
cules or materials. In addition, the dye exhibits the potential to
serve as a photosensitizer in heterogeneous catalysts, further
broadening its scope of utility.

Li Ren and Huan Cong (2018) recently presented their
significant findings on the decarboxylative alkylation of tetra-
hydroisoquinolines. This remarkable advancement involves the
utilization of an innovatively engineered catalyst comprising
erythrosine B-TiO,, which exhibits excellent performance under
visible-light conditions.”” Their findings demonstrated the
successful catalytic activity of the erythrosine B-TiO, catalyst
under visible light, affirming its pivotal role in the reaction. In

indispensability of both the catalyst and visible light (specifi-
cally blue light) in conjunction with a protic solvent for the
reaction to proceed effectively. Furthermore, the authors eluci-
dated the reaction mechanism, which involves the formation of
radical intermediates. For more comprehensive information,
refer to Scheme 24.

The olefination and annulation processes continue to
captivate researchers in the field of organic synthesis, offering
a fascinating avenue for creating numerous novel molecules.
Through these methods, thousands of previously unexplored
compounds can be synthesized, unlocking exciting possibili-
ties for scientific and industrial applications.”®”* In their
research, Suman Dana et al. (2020) achieved a notable break-
through by developing a TiO, photocatalyst sensitized with
Erythrosine B, which was further bolstered by the addition of
a Ru(u)-catalysis system as a co-catalyst. Notably, Erythrosine
B-TiO, served as a terminal oxidant in their experimental

addition, the study conclusively established the setup. This pioneering method facilitated the oxidative
e O Ie) H R
R _Ar . . JAr
N 2
N—0>_ e CC erythrosineB-TiO, ©i\)N
TFE, 40 °C, 14 h, Blue LED
(o}
R
LA
coupling of N 4
radicals
H*
H
N,Ar
TiO,NPs
Scheme 24 (a) Reaction conditions and (b) possible mechanism for carboxyl removal and alkyl addition of tetrahydroisoquinolines. Reproduced

with permission from ref. 72. Copyright 2018, American Chemical Society.
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(a) Reaction conditions and (b) catalytic activation of C—H bonds facilitated by Ru(i) and photoredox using O, as an oxidant under

blue LED irradiation. Reproduced with permission from ref. 75. Copyright 2020, John Wiley and Sons.

annulations and olefinations of arene carboxylic acids under
gentle reaction conditions. The study showcases the remark-
able potential of this approach for synthesizing diverse
compounds, thus holding significant implications within the
realm of organic chemistry.” The authors presented a poten-
tial mechanistic pathway for the reaction along with the cor-
responding reaction conditions (refer to Scheme 25).
According to their proposal, the process is initiated with the
absorption of visible light by Erythrosine B, elevating it to the
LUMO energy level. Subsequently, Erythrosine B donates an
electron to the conduction band (CB) of TiO,, forming
a radical cation of Erythrosine B. At the same time, molecular
oxygen is transformed into a superoxide anion through the
electron in the CB of TiO,. Concurrently, the arene carboxylic
acid undergoes C-H bond activation facilitated by the Ru(u)-
catalyst to form (1), followed by an insertion step that gener-
ates intermediate (2). This intermediate (2) then proceeds to
yield the vinylated product (3), accompanied by the formation
of Ru(0) species through B-hydride elimination. Finally, the
Ru(0) species regenerated the Ru(m)-catalyst through an elec-
tron transfer process with the superoxide anion radical and

the cationic dye radical, allowing for the continuation of the
catalytic cycle (Table 13).

2.8. 1,2-Dihydroxyanthraquinone (1,2-DHA)-sensitized
metal oxide nanoparticles

1,2-Dihydroxyanthraquinone (1,2-DHA) is derived from ARS and
has a structural arrangement with two adjacent hydroxyl
groups. This configuration empowers it to exhibit strong
adsorption onto metal oxide surfaces, forming a durable dye-
MO system akin to the scenario with ARS. Operating as
a photosensitizer, 1,2-DHA activates metal oxides within the
visible spectrum (400-650 nm).”®

Xia Li et al. (2021) developed a highly efficient photocatalysis
system by combining 1,2-dihydroxyanthraquinone (1,2-DHA)
with TiO,. They prepared multiple anthraquinones (AQs)
derived from ARS and loaded them onto TiO,, subsequently
conducting a comparative analysis of the results. Interestingly,
they observed that 1,2-DHA exhibited superior photocatalytic
performance in selectively converting amines to imines under
green light irradiation.” In their study, the researchers

Table 13 Application of Erythrosine B dye as a photosensitizer for the decarboxylative alkylation of C—H bond and oxidative C—H olefination of
arene carboxylic acids, conducted under different experimental conditions

No. Catalyst design Light source Solvent T [h] Conv. [%] Yield [%)] Sel. [%] Ref.
1 Erythrosine B-TiO, Blue LEDs TFE 14 95 44-90 Not given 72
2 Erythrosine B-TiO,/Ru(u)/O, balloon Blue LEDs MeOH 24 Not given 31-84 Not given 75

© 2023 The Author(s). Published by the Royal Society of Chemistry
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Scheme 26

(a) 1,2-DHA-TIO,/TEMPO co-catalyst for the green light-induced photocatalytic selective oxidation of primary and secondary

amines into imines using aerobic O, as the oxidizing agent, and (b) the proposed mechanism for the reactions. Reproduced with permission from

ref. 76, copyright 2021, Elsevier.

Table 14 Application of 1,2-DHA as a photosensitizer for the selective conversion of amines to imines, conducted under specific experimental

conditions
No. Catalyst design Light source Solvent T [h] Conv. [%] Yield [%] Sel. [%)] Ref.
1 1,2-DHA-TiO,/TEMPO/air Green LEDs CH;CN 0.6-5 49-97 Not given 68-98 76

employed TEMPO as a redox mediator. The reaction conditions
and the proposed mechanism are depicted in Scheme 26.

The initial step involves the self-assembly of 1,2-DHA on the
surface of anatase TiO, through its catechol group, forming the
1,2-DHA-TiO, photocatalyst. This unique photocatalyst allows
the reaction to take place within the green light spectrum range.
Next, the surface charge transfer complex absorbs green light,
generating electron-hole pairs (e /h"). The electrons are then
injected from HOMO of 1,2-DHA into the conduction band of
TiO,. These electrons subsequently convert O, to O," . Simul-
taneously, holes are left at the surface complex 1,2-DHA-TiO, as
radical cations. In the third step, the surface complex radical
cation undergoes self-restoration by interacting with TEMPO,
while TEMPO itself is transformed into TEMPO'. TEMPO' then
oxidizes benzylamine through a direct two-electron transfer,
leading to the formation of benzylideneamine. Finally, benzy-
lideneamine couples with unreacted benzylamine to produce
the final product, N-benzylidenebenzylamine. Meanwhile,
TEMPO" is converted to TEMPOH and restored to TEMPO
through a reaction with O,"~ (Table 14).

3. Conclusion and outlook

Photocatalysis involving dye-synthesized metal oxides is in its
initial stages within organic synthesis. Nevertheless, it exhibits

26506 | RSC Adv, 2023, 13, 26484-26508

the potential to tackle concerns related to catalyst recyclability,
byproduct formation, selectivity, and environmental impact.
However, several challenges demand attention, encompassing
aspects such as scaling up, the stability of the dye-metal oxide
catalyst, and limitations associated with substrates. This review
article aims to elucidate fundamental aspects crucial for
aspiring young researchers intrigued by this field. This objective
is achieved by showcasing the synergistic relationship between
sensitizers and metal oxides while delving into the intricacies of
mechanistic investigations within organic synthesis. This
review underscores the vital role of meticulous design and
selection of dye sensitizers, which is crucial for achieving effi-
cient and high-performance dye-sensitized systems. Significant
strides have been achieved in visible light-induced dye-
sensitized heterogeneous photocatalysis, enabling the activa-
tion of metal oxide nanoparticles upon exposure to visible light.

Looking forward, the field of dye-sensitized metal oxide
photocatalysis holds exceptional promise in driving advance-
ments in green chemistry and organic synthesis. The optimi-
zation of dye-metal oxide design and the resolution of
challenges such as electron-hole recombination will open
doors to more sustainable and cost-effective catalysts. Further-
more, exploring new dye categories and innovative combina-
tions of metal oxides has the potential to unlock cutting-edge
and highly-efficient photocatalytic systems tailored for specific
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organic transformations. The ongoing progression in dye-
sensitized metal oxide photocatalysis lays the foundation for
a more environmentally conscious and resource-aware future in
organic synthesis.
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