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ynthesis of zeolite chabazite using
cooperative hydration-mismatched inorganic
structure-directing agents†

Adam J. Mallette, Gabriel Espindola, Nathan Varghese and Jeffrey D. Rimer *

Chabazite (CHA type) zeolite is notoriously difficult to synthesize in the absence of organic structure-

directing agents owing to long synthesis times and/or impurity formation. The ability to tailor organic-

free syntheses of zeolites is additionally challenging due to the lack of molecular level understanding of

zeolite nucleation and growth pathways, particularly the role of inorganic cations. In this study, we reveal

that zeolite CHA can be synthesized using six different combinations of inorganic cations, including the

first reported seed- and organic-free synthesis without the presence of potassium. We show that lithium,

when present in small quantities, is an effective accelerant of CHA crystallization; and that ion pairings

can markedly reduce synthesis times and temperatures, while expanding the design space of zeolite

CHA formation in comparison to conventional methods utilizing potassium as the sole structure-

directing agent. Herein, we posit the effects of cation pairings on zeolite CHA crystallization are related

to their hydrated ionic radii. We also emphasize the broader implications for considering the solvated

structure and cooperative role of inorganic cations in zeolite synthesis within the context of the reported

findings for chabazite.
Introduction

Controlling the synthesis of zeolites is nontrivial owing to their
complex growth media, which can obscure efforts to select
synthesis parameters a priori to achieve materials with desired
physicochemical properties.1–5 These challenges can be partially
overcome by using organic structure-directing agents (OSDAs)
as cations to modulate cage and/or channel formation, but the
economics and environmental impacts of their use make them
less desirable. Inorganic structure-directing agents (ISDAs) are
frequently used as replacements for (or in combination with)
organics; however, they allow for less control over zeolite
structure, acid site density (i.e., Si/Al ratio), and crystal
morphology.6–9

The incorporation of aluminum into zeolite frameworks
creates negatively-charged tetrahedral (TO4) sites balanced by
extra-framework cations from OSDAs and/or ISDAs. It is well
known that inorganic cations (most commonly alkali metals)
can markedly alter the thermodynamics and kinetics of zeolite
crystallization. Phase diagrams for zeolites that form in the
presence of sodium9 or potassium10 reveal that ISDA selection is
a critical determinant of the nal framework type(s). Other
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studies have demonstrated an ability to alter the siting and/or
pairing of acid sites by varying cation composition or utilizing
the charge density mismatch approach.7,11,12 There are also
numerous instances where ISDAs can inuence the rate of
zeolite crystallization or particle size/morphology.13–16 Although
these mechanisms are not fully understood, hypotheses have
been proposed on the basis of observed ISDA effects on colloidal
(precursor) aggregation,17 water structuring around solute
species,15 and aluminosilicate speciation18 and stability.19

Efforts to identify causal effects of alkali metal selection on
zeolite crystallization are obfuscated by the difficulties associ-
ated with relating any outcome to a single variable. Deconvo-
luting these effects can be difficult owing to the coupled nature
of reagents used in zeolite syntheses. For example, ISDAs are
typically added in the form of hydroxide salts where the coun-
terion (hydroxide) is the mineralizing agent; therefore, attempts
to isolate the effects of alkali ions from solution pH would
require the use of an alternative inorganic salt with different
counterions that could potentially impact crystallization.
Additional challenges associated with studying zeolite synthesis
are related to the selection of silica/alumina sources and
temperature, which can lead to distinct growth pathways and
crystalline products via unknown mechanisms.

A rising trend in zeolite synthesis involves the use of multiple
inorganic cations to control crystallization.20–22 The presence of
different monovalent and/or divalent metal cations in the
synthesis mixture can affect properties including crystallization
rate, crystal size, morphology, and phase purity, among
Chem. Sci., 2024, 15, 573–583 | 573
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others.23–26 Reported cases of organic-free syntheses using
multiple inorganic cations are relatively limited; however, prior
studies have demonstrated that various cation combinations
can accelerate zeolite crystallization.23,24 Examples include the
use of two alkali metals, such as Na+ and Cs+, as a means to
produce nanocrystalline RHO type zeolite, or the use of Na+ and
K+ to tune the relative proportion of faujasite (FAU) and zeolite A
(LTA) phases.18,24,25,27,28 Uncommon ISDAs, such as lithium, can
also be used in tandem with other inorganic cations to produce
zeolites including clinoptilolite (HEU) or ABW27,29 or with
organic cations to produce UZM-9 (high-silica LTA).30

This study focuses on the synthesis of chabazite (CHA),
which is an industrially-relevant three-dimensional (3D) zeolite.
The CHA framework is composed of double-six-membered rings
(d6r) and cha cages, which form sinusoidal pore networks.
Organic-free syntheses employing K+ as the sole ISDA involve
long synthesis times (>14 days), which oen necessitates the
use of zeolite seeds to accelerate crystallization.23 Recent studies
have demonstrated that the binary combination23 of K+ and Sr2+

as well as the ternary combination25,31 of Na+, K+, and Cs+ are
alternatives to seed-assisted (organic-free) CHA synthesis. The
former leads to fully crystalline K,Sr–CHA in as little as 48 h at
100 °C, while the latter promotes nano-sized CHA (∼60 nm)
when heated for 3 h at 90 °C aer a period of aging at room
temperature for 17 days. Here, we have developed strategies for
synthesizing zeolite CHA in rapid timeframes at low synthesis
temperature using different binary combinations of inorganic
cations, which include K+-free growth media and the use of Li+

as an unexpected accelerant of CHA nucleation.

Results and discussion
Effect of lithium on zeolite CHA crystallization

We investigated the effects of mixed alkali metals on zeolite
crystallization beginning with combinations of sodium and
lithium as the major and minor ISDA, respectively. Previous
studies have established a compositional space to achieve
pure Na-zeolites,9 which provided a basis for this work. Several
publications32–36 have reported that the presence of lithium as
a primary inorganic cation can signicantly alter zeolite
syntheses, oen in ways that inhibit crystallization. Few
studies have explored the role of lithium in small quantities as
a second (minor) ISDA, which we have done here using
sodium as the predominant (major) ISDA. We generated
growth mixtures with a molar composition of x SiO2 : y Al2O3 :
4 Na2O : 1 Li2O : 600 H2O, where the water content (H2O/OH

−

= 60) was selected to be consistent with other reported
syntheses of Li-zeolites (Table S1†). Aer a 24 h period of
stirring at room temperature, samples were heated for 7 days
at temperatures of 65, 100, and 180 °C. The kinetic ternary
phase diagram for Na-zeolite syntheses at the lowest temper-
ature (Fig. S1 and Table S2†) exhibits two zeolite phases, FAU
and LTA, in Si- and Al-rich media, respectively. For mixed
sodium–lithium synthesis media (Fig. 1a), we used conditions
similar to those for Na-zeolites where 80% of the sodium was
retained as the major ISDA and the remaining 20% was
replaced by lithium as the minor ISDA, thus keeping the total
574 | Chem. Sci., 2024, 15, 573–583
concentration of alkali metals xed. Products of growth
mixtures with Na/Li = 4 are generally comprised of two or
more phases without distinct boundaries between regions.
Interestingly, a small region is observed where phase-pure
CHA (pink region in Fig. 1a) forms aer 7 days of heating at
65 °C. To our knowledge, this is the lowest synthesis
temperature that has been used to synthesize zeolite CHA, and
also the rst organic-free, non-seeded synthesis of CHA in the
absence of potassium. Further studies enabled us to conrm
that the partial substitution of lithium in potassium-based
synthesis mixtures similarly promotes CHA relative to pure
potassium conditions (Fig. 1b and S2†).

Synthesis of Li-zeolites in the absence of OSDAs is restricted
to only a few zeolite framework types,33 with zeolite ABW as the
primary structure. A review of ABW syntheses in literature reveal
that most reported conditions are growth mixtures with Si/Al =
1, as depicted in Fig. 1c, with relatively few cases producing Li-
ABW. In general, lithium is regarded as an inhibitor of zeolite
crystallization.37 In this study, products of syntheses at 160 °C
where lithium is the sole ISDA are shown in Fig. 1d (see Fig. S4†
for corresponding diagrams at 65 and 100 °C). At high synthesis
temperature, Li-ABW is the only zeolite phase observed. Addi-
tional phases corresponding to nonporous minerals (e.g.,
lithium aluminum hydroxide, lithium silicate, and b-lithium
aluminate) are present and become more prevalent at lower
synthesis temperatures (Table S5†).38 This is counter to trends
observed in organic-free zeolite synthesis where denser phases
form at higher temperatures, which is in qualitative agreement
with the Ostwald rule of stages where the metastability of
a zeolite generally decreases with increasing density.9 A similar
line of reasoning for zeolites and nonporous minerals is diffi-
cult to make without knowledge of their relative solubility and
crystallization kinetics.39 Nonporous lithium phases were
observed prior to zeolite nucleation in select cases with
mixtures of sodium and lithium (Fig. S5†); however, over the
course of zeolite crystallization these impurities disappear from
powder X-ray diffraction (PXRD) patterns.

Kim and coworkers showed that the presence of Li+ ions in
the seeded synthesis of zeolite CHA resulted in products with
lower crystallinity, a higher fraction of stacking faults, andmore
impurities (e.g., lithium silicate hydrate) compared to syntheses
employing Na+, K+, Rb+, or Cs+.40 Dusselier and coworkers also
observed a dense lithium silicate phase in syntheses where Li+

was shown to promote the formation of paired Al sites in zeolite
SSZ-13 (CHA type).18 According to their study and supported
ndings by others, K+ is more effective in stabilizing larger
silicate oligomers than smaller cations, such as Li+.18,41–43 It has
been postulated that K+ ions are not able to coordinate with
small aluminosilicate oligomers as strongly as Li+.41,44,45 Alter-
native arguments posit the way cations ll and stabilize certain
building units (e.g., double-4-membered rings, d4r, and d6r)
more effectively than others could alter the speciation of
aluminosilicate oligomers.18,32,46 It is possible that Li+ stabilizes
silanol defect sites that tend to form in (alumino)silicates based
on ndings from Fan and coworkers who showed that syntheses
using higher charge density cations led to zeolite products with
a larger fraction of defect sites.47 Another aspect that should be
© 2024 The Author(s). Published by the Royal Society of Chemistry
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Fig. 1 Ternary kinetic phase diagrams for zeolite syntheses using binary mixtures of Li+ with (a) Na+ (8 Na : 2 Li) and (b) K+ (9 K : 1 Li) heated for 7
days at 65 and 85 °C, respectively (see Tables S3 and S4† for synthesis conditions). Data points with vertical and horizontal stripes indicate
syntheses reported in refs. 23 and 25 respectively. Corresponding diagrams for Li+/Na+ mixtures at synthesis temperatures of 100 and 180 °C are
shown in Fig. S3.† (c) Phase diagram of zeolite ABW syntheses at temperatures ranging from 90 to 250 °C, as reported in literature (see Table S1†
for synthesis conditions). (d) Ternary kinetic phase diagram for zeolite syntheses at 160 °C in this study using Li+ as the sole ISDA (see Table S5† for
synthesis conditions). Insets: zeolite frameworks CHA (top) and ABW (bottom) obtained from the International Zeolite Association structure
database.

Edge Article Chemical Science

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 2

7 
N

ov
em

be
r 

20
23

. D
ow

nl
oa

de
d 

on
 1

2/
4/

20
25

 3
:0

8:
26

 P
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online
considered is the structure of solvent (water) around ISDAs. The
kosmotropic, or “order-making”, nature of lithium owing to its
large hydration shell provides one possible explanation for why
lithium-based growth mixtures are unfavorable for the nucle-
ation of many zeolites.48 The mechanism(s) governing the
multifaceted roles of lithium in zeolite synthesis remain elusive,
but are consistent among studies in literature demonstrating
that lithium can suppress, accelerate, or redirect zeolite crys-
tallization depending on whether it is the sole inorganic, one of
© 2024 The Author(s). Published by the Royal Society of Chemistry
multiple inorganics, or used in conjunction with one or more
OSDAs.
Expanding the phase space of zeolite CHA synthesis

The region of chabazite formation (phase space) in the Na+ and
Li+ ternary diagram (Fig. 1a) is relatively small; therefore, we
sought to identify synthesis conditions capable of expanding
the range of CHA crystallization by systematically varying both
lithium and water content of growth mixtures. When the Li/(Na
Chem. Sci., 2024, 15, 573–583 | 575
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Fig. 2 (a) Percent phase composition as a function of the Li/(Li + Na)
ratio in growth mixtures synthesized for 7 days at 65 °C, as estimated
from the relative peak areas in PXRD patterns. (b) Comparison of the
PXRD patterns of solids extracted from synthesis mixtures with molar
compositions of 4.76 SiO2 : 1.11 Al2O3 : 9 Na2O : 1 Li2O : z H2O with
varying water content (150 # z # 600) at the same synthesis condi-
tions (7 days, 65 °C).

Fig. 3 Phase selection for syntheses at 85 °C for 7 days using binary
mixtures of alkali metals with a molar ratio of 9 : 1 (Q :W). Symbols are
color coded according to the relative proportions of each phase
estimated from PXRD (Fig. S8†). The dashed line highlights syntheses
using a single cation (Q =W). The dense phase (white) corresponds to
a non-zeolite crystalline phase (lithium silicate).
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+ Li) ratio in the synthesis mixture was increased from 0.1 to 0.5,
it was discovered that the crystallinity of the product progres-
sively decreased (Fig. 2a and S6†). At relatively high amounts of
lithium (Li/(Na + Li) > 0.3), we observed a large quantity of
amorphous product and trace FAU impurity. A signicant
fraction of CHA product was observed in the pure-Na synthesis
(Li/(Na + Li) = 0, Fig. 2a), which is unexpected since the direct
synthesis of Na–CHA, to our knowledge, has never been re-
ported. In contrast, pure sodium growth media tend to produce
other zeolite frameworks.9 There are two signicant differences
between the synthesis conditions used in Fig. 2a and those of
conventional Na-zeolites (Fig. S1†), which is the use of
aluminum hydroxide (instead of sodium aluminate) and higher
water content (H2O/OH

− = 60, which is a factor of three higher
than conventional syntheses).

To identify the most inuential parameter, we performed
a Na-FAU synthesis under conditions where sodium aluminate
was replaced with aluminum hydroxide (see Fig. S1†). The
resulting product was unchanged (Fig. S7†), thus indicating the
aluminum source was not a signicant factor in promoting
zeolite CHA. To assess the effect of water content, we prepared
growth mixtures with molar compositions of 4.76 SiO2 : 0.55
Al2O3 : 9 Na2O : 1 Li2O : z H2O where z was varied from 150
(conventional condition, Fig. S1†) to 600 (the condition for
Fig. 2a). PXRD patterns of products reveal that high water
576 | Chem. Sci., 2024, 15, 573–583
content is crucial for promoting CHA (Fig. 2b), whereas low
water content leads to the formation of FAU and gismondine
(GIS), a common impurity and product of FAU interzeolite
transformation.13,49 This result is qualitatively consistent with
general observations that more dilute synthesis mixtures tend
to promote zeolite structures with higher framework densities
(i.e., 15.1 and 13.3 T-sites/1000 Å3 for CHA and FAU, respec-
tively) with an exception being the presence of GIS at very low
water content (z = 150) that may arise due to accelerated crys-
tallization kinetics at higher pH values.50
Effective pairings of alkali cations

Here we investigate how binary alkali cation selection more
broadly affects CHA crystallization. First, we carried out
syntheses with all possible pairings of Li+, Na+, K+, and Cs+ in
a 9 : 1 molar ratio of major and minor ISDAs, as well as single
cation syntheses. The molar ratios used in each growth mixture
were based on those employed for Na,Li–CHA (4.76 SiO2 : 0.55
Al2O3 : 4.5 Q2O : 0.5 W2O : 600 H2O) where Q and W are the
major and minor inorganic components, respectively. Extracted
solids from growthmixtures aer 7 days of heating at 85 °C were
characterized by PXRD (Fig. S8†) and the resulting phase(s) for
each ISDA combination are presented in Fig. 3. When lithium
was employed as the major cation (i.e., Q = Li), the majority of
products were amorphous and/or dense nonporous crystalline
phases without detectable zeolites. The lone exception was an
impure zeolite analcime (ANA) phase observed when W = Cs,
which is expected given that Cs+ is a known promoter of zeolite
ANA.51 Consistent with results in Fig. 2a, CHA products were
observed when Q = Na and W = Li. A pure-Na synthesis
produced a mixture of CHA and FAU; however, the combination
of sodium and potassium (Q = Na, W = K) led to phillipsite
(PHI).

Syntheses with K+ as the major ISDA are expected to produce
CHA, which was observed in all combinations with only W = Cs
producing ANA as a minor impurity. One interesting
© 2024 The Author(s). Published by the Royal Society of Chemistry
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Fig. 4 Histogram depicting the induction period (cyan) and the time to
reach full crystallinity (purple) for CHA samples synthesized at 85 °C
with different combinations of major/minor ISDAs. Times are esti-
mated from the analysis of PXRD patterns in Fig. S10.†
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observation when lithium was used as a minor ISDA (Q = K
and W = Li) is an expansion of the phase space for pure CHA in
the ternary diagram (Fig. 1b) compared to pure-K+ syntheses
(Fig. S2†). We posit that the presence of Li+ suppresses inter-
zeolite transformations of CHA to MER and/or EDI, which we
reported in a previous study.10 We also observe that Li+ accel-
erates the rate of zeolite CHA crystallization (vide infra). These
collective ndings may be attributed to differences in alkali
metal affinity for water, with some being structure-breaking
cations (i.e., K+ and Cs+ are chaotropes), whereas others are
structure-making cations (i.e., Li+ is a kosmotrope).52 Among all
major inorganic components tested, sodium (Q = Na) was the
least selective, whichmay be due to its moderate degree of water
affinity.52 This may explain why binary mixtures where Q = Na
result in the formation of a different zeolite phase for each
minor cation (Fig. S9†).

It is generally assumed for OSDA-free syntheses that FAU is
a “sodium-zeolite” whereas CHA is a “potassium-zeolite”. Our
ndings seem to indicate these labels are oversimplied.
Specically, we nd that CHA crystallization does not require
potassium; therefore, we posit ISDA pairings can alter syntheses
in such a way that allows for a more thermodynamically stable
structure, such as CHA, to nucleate instead of metastable
structures (e.g., FAU) that oen crystallize rst during inter-
zeolite transformations. This suggests a complex energy land-
scape in zeolite crystallization that can be accessed by the
employment of cooperative structure direction.
Zeolite CHA crystallization kinetics

Conventional synthesis of K–CHA10 at 85 °C typically requires 2–
3 weeks; however, the selection of alkali and/or alkaline earth
metals can have a dramatic impact on crystallization kinetics.
We conducted time-resolved syntheses for four synthesis
mixtures that led to pure CHA (pink squares in Fig. 3 corre-
sponding to K–CHA, K,Na–CHA, K,Li–CHA, and Na,Li–CHA). In
all cases, the molar composition of the growth solution is
identical except for the cation identity. We also studied
a synthesis of K,Sr–CHA where the sole difference in conditions
is a 75% reduction in the molar ratio of Sr2+ compared to other
minor cations. Lastly, we investigated the synthesis of CHA
using a ternary mixture of Na+, K+, and Cs+ based on a modied
protocol of Mintova and coworkers25 where the room tempera-
ture aging period, Si/Al and Si/OHmolar ratios were altered (see
ESI†) to match the growth mixture composition used in this
study. For each synthesis mixture we used time-resolved PXRD
patterns to elucidate the induction time, which was estimated
by the rst appearance of Bragg peaks, as well as the total
crystallization time, which was determined by the disappear-
ance of the amorphous peak. Both induction time and crystal-
lization time for each synthesis are shown in Fig. 4. The most
rapid synthesis at 85 °C is K,Sr–CHA (12 h), which is shorter
than our previously reported study (>48 h),45 likely owing to
a different composition than the original (Fig. 1b, data point
with vertical stripes). The synthesis of Na,Li–CHA is also rela-
tively fast (<48 h), but if heated for a longer period of time the
CHA phase undergoes an interzeolite transformation to zeolite
© 2024 The Author(s). Published by the Royal Society of Chemistry
GIS. The relatively small difference between induction and
crystallization times for the majority of cases suggests that
cation pairings have a more pronounced effect on nucleation
rather than growth.

The properties of CHA zeolites synthesized with different
cations (Table 1) reveal slight variations in Si/Al ratios, but there
is no clear correlation between this ratio and cation(s) selection.
The product M/Al ratio is ∼1 for all samples, with the exception
of K,Sr–CHA, where the unusually high amount of Sr2+ is due to
the presence of a Sr(OH)2 phase, which is observed in the PXRD
pattern (Fig. S11†). For all binary combinations of alkali metals
involving potassium as the major component, elemental anal-
ysis of zeolite products (Table 1) reveals a higher percentage of
extra-framework potassium compared to the major : minor
cation ratio of the original growth mixture, consistent with
general knowledge that K+ is an effective structure-directing
agent for CHA crystallization. Conversely, the use of sodium
as the major component leads to the same ratio of cations in the
zeolite as that of the growth mixture (i.e., 9 : 1 Na : Li).

It is also interesting to note that the concentration of lithium in
the solid phase during the transition from amorphous precursors
to crystalline product decreases with synthesis time (Fig. S12†).
Efforts to analyze the location of ions in CHA pores using
synchrotron PXRD were unsuccessful owing to signicant peak
broadening (Fig. S11†) that occurs because of stacking faults.33 In
our limited dataset, the percentage of stacking faults in CHA
products, which is calculated according to a reported protocol33

(see Methods), is lowest for zeolites with the shortest synthesis
times (Table 1); however, we were unable to correlate the amount
of faulting in CHA crystals with the atomic number of the cation(s)
used, as previously demonstrated by Okubo and coworkers, where
heavier elements led to a lower degree of faulting in CHA crystals,
purportedly because of their ability to stabilize d6r units.33

Proposed mechanism of paired inorganic cations

Small amounts of inorganic cations (<10% of the total ISDA
amount) such as strontium and lithium can have a benecial
Chem. Sci., 2024, 15, 573–583 | 577
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Table 1 Molar composition of zeolites extracted from syntheses at 85 °C using different inorganic cationsa

Sample Time (days) Si/Al K/Al Na/Al Li/Al Sr/Al M/Al Fault (%)

K–CHA 12 1.78 1.02 — — — 1.02 26
K,Na–CHA 7 2.09 0.97 0.04 — — 1.01 20
K,Li–CHA 3 1.52 0.97 — 0.06 — 1.02 25
K,Sr–CHA 1 2.25 0.94 — — 0.32 1.26 17
Na,Li–CHA 2 2.03 — 0.91 0.09 — 1.00 10

a Elemental analysis was performed using ICP-OES on digested zeolite crystals (see the Material characterization section in ESI).
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effect on zeolite crystallization kinetics when present in K–CHA
growth mixtures. When lithium is used as the sole ISDA,
however, ABW is the only zeolite structure that forms. Otherwise,
lithium promotes dense (nonporous) crystalline phases (Fig. 1d),
which also form as transient impurities when lithium is present
as a minor cation (Fig. S5†). The presence of lithium appears to
suppress the formation of impurities commonly observed in
CHA syntheses, including MER (Fig. S2†) and FAU (Fig. 2a). The
small percentage of lithium as minor ISDA leads to a small
quantity of extra-framework lithium in CHA. Elemental analysis
of CHA zeolites (Table 1) reveal an extra-framework cation ratio
of 10 : 1 (Q : Li), which equates to one lithium ion (and 10 sodium
or potassium ions) per cha cage, in agreement with an expected
10–14 Al atoms per cage based on the crystal Si/Al ratio.

Several observations suggest that the hydrated cation size,
a property that is oen ignored in mechanistic discussions, is
an important factor in zeolite crystallization, where cations are
generally fully hydrated throughout the entire synthesis
process. For syntheses with the major cation being sodium,
which is borderline between a kosmotrope (water structure
maker) and chaotrope (water structure breaker),52 the product
shis depending on the selection of minor cation (Fig. 3). For
syntheses where Li+ is the minor cation, we observe an accel-
erated rate of CHA formation. In Fig. 5a, we depict the
approximate sizes of hydrated cations in this study compared to
trimethyladamantyl ammonium (TMAda+), a commonOSDA for
zeolite SSZ-13 (CHA). When steric considerations of ISDAs
within zeolite pores include ion hydration, the idealized
packing of solvated species within a single cha cage (Fig. 5b)
helps visualize a possible connection between the role of
cooperative ISDAs. Indeed, in K+-containing media where K+ is
either the sole ISDA or the major component of binary mixtures,
there is a strong correlation between hydrated ionic radius and
the rate of CHA formation (Fig. 5c), which suggests that ion
effects are related to water structuring. Notably, we observe
monotonic trends for crystallization time and crystal size with
changes in the hydrated radius of the minor cation (Fig. 5c), but
not with the anhydrous ionic radius (Fig. S13†).

Based on the ndings in this study and those of other
research groups, two mechanisms for the effects of hydration
shells on zeolite crystallization are proposed: (1) electrostatic
interactions between cations and aluminosilicate oligomers are
weaker for ions with a larger hydration shell, which can affect
local pH56 and the distribution of (alumino)silicate species;50,57

and (2) super-ions58 (e.g., cations linked by water and/or
hydroxide ligands) and/or hydrated cations59 can function as
578 | Chem. Sci., 2024, 15, 573–583
structure-directing agents that facilitate the formation of
certain cages or building units. It has been demonstrated that
certain cations are preferentially sited at particular locations
within the CHA framework,38,49 thus suggesting that hydrated
cations may promote or stabilize the formation of specic
structural units.

We posit the strength of interactions between extra-
framework cations and negatively-charged framework sites
depend on the sizes of their respective hydration shells, as
depicted in the inset of Fig. 5b. The exact nature of these
interactions, however, remains unclear. One aspect that is
particularly interesting is the potential for cation hydration
shells to shield their electrostatic interactions with the
negatively-charged crystal structure and/or ll pores and cages
to facilitate crystallization. We propose that an effect similar to
Collins' law of matching water affinities60 may occur, where the
thermodynamic driving force to stabilize cation–anion pairs is
based on whether the cation and anion are kosmotropes (K) or
chaotropes (C). The former are ions that strongly attract
immobilized water, while the latter are ions that loosely bind
water. Collins developed this theory for alkali (M+) and halide
(X−) pairs using the following reaction,

MXðhydrateÞ þmH2O4
DG

Mnþ
ðhydrateÞ þXn�

ðhydrateÞ (1)

to describe the tendency of ions to form inner sphere ion pairs
in solution. Collins' calculated standard free energies of solu-
tion (at innite dilution) of alkali halides relative to the differ-
ence in absolute free energies of hydration of the corresponding
gaseous anion and cation are plotted in Fig. 5d. If we hypoth-
esize that the negatively-charged hydroxyl bridge associated
with framework aluminum species, (Si–O–Al)−, is a chaotrope,
similar to most halides, then the trend in free energy of ion pair
formation, DG (eqn (1)), between extra-framework cations (M+=

K, Na, or Li) and the framework (selecting for example X− z Br)
would be expected to follow the trend in Fig. 5d. The trend inDG
(negative values) from least to strongest ion pair formation is Li
< Na < K, which is consistent with the trends in Fig. 5c for
crystallization time and crystal size from smallest to largest.
This seems to indicate that slower crystallization times
observed for chaotrope–chaotrope (C–C) pairings occur under
conditions where similar water affinity favors inner sphere ion
pairs. In contrast, the fast crystallization times associated with
kosmotrope–chaotrope (K–C) pairings correlate with a hydra-
tion mismatch that favors ion pair dissociation. The exact
mechanism governing these trends for the crystallization of
© 2024 The Author(s). Published by the Royal Society of Chemistry
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Fig. 5 (a) Illustrations of alkali metals with their hydration shell compared to trimethyladamantyl ammonium (TMAda+). The hydrated cation radii
were obtained from ref. 48 and the size of the TMAda+ cation was estimated from data in refs. 53 and 54. (b) Idealized schematic of a cha cage
filled with 10 hydrated potassium ions and 1 hydrated lithium ion in the center (according to elemental compositions in Table 1). Inset: idealized
adsorption of an extra-framework cation with a negatively-charged Al framework site (dashed lines are overlapping hydration shells). (c)
Correlation between CHA crystallization time (blue circles, left) and crystal size (orange squares, right) with the hydrated ionic radii of cations
partially substituting K+ in the synthesis mixture (each cation is labelled above its data point). Crystal size was determined from SEM images
(Fig. S14†). Symbols are the average of 30 points and error bars span two standard deviations. (d) Volcano plot of the free energy of solution for
alkali bromides (assuming framework Al− is a chaotrope similar to Br−) and the difference in hydration energy for bromine and the selected alkali
cation. This figure was recreated from Collins' theory in ref. 55 for kosmotrope (K) and chaotrope (C) cation–anion pairs.
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zeolite CHA, including the inuence of ion hydration on crystal
size, remain unclear.

The most strongly hydrated cation in this study, lithium, is
known to promote the formation of 4-membered ring species in
zeolites, which are crucial to the formation of CHA crystals.61

The fact that lithium generally promotes the formation of dense
(non-zeolitic) crystal phases57 may be due to high entropic
barriers to remove water from this kosmotropic cation,59 or may
be attributed to the putatively low energetic barrier for the
dissociation of Li+ – (Si–O–Al)− pairings (Fig. 5d). Lithium is
known to promote zincosilicate zeotypes, where it can be either
a framework or extra-framework species.35,62–68 In contrast, the
least hydrated cation, Cs+, is rather limited in its role as an ISDA
for zeolite CHA. It was recently demonstrated by Wakihara and
coworkers that Cs+ ions function as a template for building
units of zeolites RHO and ANA, which aligns with our ndings
described above (Fig. 3).69

Our ndings suggest that the judicious selection of positively-
charged species (i.e., extra-framework ISDAs and/or OSDAs) and
negatively-charged species (i.e., Al or heteroatom sites) impact
zeolite crystallization on the basis of their relative hydration
© 2024 The Author(s). Published by the Royal Society of Chemistry
spheres. A recent study by Yu and coworkers70 demonstrated that
the addition of inorganic anions into silicalite-1 growth mixtures
altered crystallization kinetics in a manner consistent with the
Hofmeister series.71 These ndings support the hypothesis that
the hydration of cationic species is an aspect of zeolite crystalli-
zation that signicantly affects the stabilization energy of
aluminosilicate-cation pairings. One of the biggest challenges
with experimentally determining the nature and location of water
in zeolite crystals is the facile migration of H2O molecules,
particularly during temperature changes and dehydration72,73

associated with post-synthesis extraction and analysis of zeolite
samples. To this end, ongoing studies by our group and others
collectively seek to advance the understanding of molecular
mechanisms governing hydration effects and cooperative
structure-direction in zeolite crystallization with the objective of
verifying our hypothesis of hydration mismatch.
Conclusions

We have shown that distinct combinations of inorganic cations
can promote CHA crystallization. In this study, we examined the
Chem. Sci., 2024, 15, 573–583 | 579
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effects of cooperative ISDAs on zeolite formation. Our ndings
revealed that the judicious selection of binary (major/minor)
ISDAs can signicantly accelerate the rate of CHA crystalliza-
tion, while also impacting crystal size and defects (faults) relative
to conventional organic-free CHA syntheses using K+ as the sole
ISDA. Although Li+ has been traditionally viewed as an inhibitor
of zeolite formation, we have shown that its use in small quan-
tities (ca. 90 mM) can promote zeolite CHA crystallization,
similar to the previously reported effects of Sr2+. We posit that the
large hydrated radius of Li+ poses steric constraints for its
packing in CHA cages, which offers a potential explanation for its
effectiveness in promoting CHA crystallization at low concen-
trations. Moreover, we hypothesize the reduced affinity of Li+ for
negatively-charged Al sites, consistent with Collins' theory,
imparts greater mobility as a structure-directing agent.

Here, we hypothesize that the effects of co-cation additives are
related to their respective hydrated radii, which is a parameter
that is oen overlooked in studies of zeolite structure direction.
Recent investigations have emphasized, however, that ion
hydration57–59,74 and their electrostatic interactions with alumi-
nosilicate species (e.g., oligomers)75 may be crucial phenomena to
consider for developing a more holistic understanding of zeolite
precursor evolution and crystal phase selection. To our knowl-
edge, there is only one reported example where Collins' theory
was applied to ion–crystal interactions to describe the effect of
alkali metals as crystal growthmodiers.76 Extending this concept
to zeolite synthesis will require computational efforts to verify the
hypothesis put forth in this study and to assess whether it ismore
broadly applicable to other framework types, such as Na-zeolites
where the primary cation (Na+) is paired with other alkali or
alkaline earth metals. Future studies employing synergistic
combination of experiments and modeling have the potential to
provide a more molecular-level understanding of cooperative
ISDAmechanisms in zeolite crystallization, as well as their effects
on physicochemical properties that are crucial to numerous
commercial applications.
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