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Curvature-mediated programming of liquid
crystal microflows

*3 Robert Prosser® and Anupam Sengupta (2 *°

Kamil Fedorowicz,
Despite the recognized role of liquid crystal microfluidics in generating programmable, self-organized
and guided flow properties, to date, the flow behavior of LCs within curved channels remains
unexplored. Using experiments and numerical simulations, we demonstrate that the curvature of
microscale conduits allow programming of liquid crystal (LC) flows. Focusing on a nematic LC flowing
through U- and L-shaped channels — two simple yet fundamental curved flow paths — with rectangular
cross-section, our results reveal that the curvature of flow path can trigger transverse flow-induced
director gradients. The emergent director field feeds back into the flow field, ultimately leading to LC
flows controlled by the channel curvature. This curvature-mediated flow control, identified by polarizing
optical microscopy and supported by the nematofluidic solutions, offers concepts in LC microfluidic
valves, wherein the throughput distribution is determined by the Ericksen number and variations in local
curvature. Finally, this work leverages curvature to amplify (suppress) LC transport through flow-aligned
(homeotropic) regions emerging within channels with bends, in a programmable manner. Our results
demonstrating the dependence of the dynamic flow-director coupling on the local curvature will have
far-reaching ramifications in advancing the understanding of LC-based passive and active biological

rsc.li/soft-matter-journal

1. Introduction

Microfluidics, the science and technology of flow manipulation
at microscales,"” touches every sphere of our lives today.*™
Microfluidic devices combine several laboratory processes into
a single low-footprint instrument; their compactness, reduced
analysis cost and lower testing times make them a potential
competitor for current large-footprint devices.’® Although tra-
ditionally, microfluidics has been based on isotropic fluids,
either Newtonian or complex fluids, recent advances in the field
of liquid erystal microfluidics'® have demonstrated unique
potential of LCs in creating tunable fluid flows and fluidic
properties at microscales."*

Nematic liquid crystals (NLCs), mesogens comprising rod-
or disc-like molecules,'® combine liquid fluidity with crystalline
properties, thus offering distinct attributes which arise due to
the coupling between the molecular alignment (referred to
as the director field n'®), hydrodynamics and confinement
effects.’®™"” LCs form systems with a non-zero orientational
order, and the resultant material properties (hydrodynamic,
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systems under real life geometrical constraints.

optical, electrical etc.) depend on the mean local director
alignment. Controlling the emergent flow behavior via the
interplay of elastic, viscous, and surface forces enable unique
dynamical properties, offering mechanisms to manipulate LC
flows."®2° Together with geometry of the flow conduits, and
the anchoring conditions on the confining surfaces, the bulk
director field and the resulting NLC flows fields are estab-
lished.>'* The anisotropic viscosity of NLCs has already been
exploited in non-intrusive flow control devices,*>** where the
effective viscosity of each channel within a complex microflui-
dic network is governed by the interplay of surface anchoring
and flow speed. Much of potential applications of liquid crystals
arise from their anisotropic birefringence: the sensitivity of
nematics to external field is essential in tunable lenses,>* color
filters,”® optical®?”*® and biochemical®® sensors. Furthermore,
improving the responsiveness of NLCs to external fields pro-
vides pathways to manufacture novel microdisplay and infor-
mation processing devices.”®?*! The behavior of the NLC
flows in rectangular channels'"*> emerges due to the competi-
tion between elastic and viscous effects, captured by the
dimensionless Ericksen number, Er;'® microstructure ordering
is governed by elastic (viscous) effects in Er « 1 (Er > 1) flows.

Historically, NLC studies were motivated by the develop-
ment of liquid display devices, where flat channels (width >
height) simplified the problem to two dimensions,***° however
with limited relevance to real microfluidic settings, where the
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channel height and width are comparable.""***' While these
recent efforts have successfully attained tunable LC flows by
combining appropriate surface anchoring, confinements, and
hydrodynamic forcing, the role of channel curvature has been
explored in little detail. Interestingly, curved geometries have
been known to impact the behavior of both thermotropic and
lyotropic LC systems,*” including the spontaneous emergence
of chiral structures from an otherwise achiral phase, for
instance in lyotropic chromonic liquid crystals.*>** Confining
the latter material into spherical structures is expected to be a
promising avenue for novel flow control methods.*> However,
the flow behavior of chromonic phases in curved microfluidic
channels, as well, remains to be investigated. In comparison,
flows of isotropic fluids through curvilinear microchannels
have received extensive attention for many decades, with dis-
tinct curvature-induced fluid dynamic outcomes.*®™° In the
case of Newtonian fluids, secondary flows in curved pipes are
driven by the combination of fluid inertia and geometry
curvature.”®*® The secondary flow is strengthened when the
fluid is viscoelastic because the positive first normal stress
difference, arising from microstructure deformation, has an
additive effect with inertia.*®”° Our current understanding of
LC flows through complex microfluidic geometries is limited
to a few studies, such as those conducted within rectangular
channels with obstacles®" and at topological flow junctions.’*>*
Initial insight into the physics of microstructure ordering and
its effect on the secondary flow in curved geometries was
provided by Fedorowicz and Prosser,”*”> who numerically
investigated LC flows in capillary bends using the Leslie-
Ericksen theory. Their results demonstrate that, similar to
viscoelastic fluids, the secondary flow is driven by the inter-
action of normal stresses with flow curvature. In the case of
nematics, normal stresses arise due to the departure of the
director from the flow-aligned state>® and can be influenced by
surface anchoring.”® However, the behavior of liquid crystals
flowing through curved channels has not been explored. We
believe that a much richer flow physics can emerge when liquid
crystals flow through curved rectangular channels with home-
otropic anchoring due to the interaction of conflicting director
alighment imposed on the boundaries.'"*® Defects may
arise, but these cannot be captured with the vector-based
Leslie-Ericksen theory that was used to investigate LC flows
in capillary bends.>*>®

In this work, we use a combination of LC microfluidic
experiments and numerical methods to demonstrate novel flow
control mechanisms in curvilinear microfluidic channels of
varying complexity (Fig. 1A and B). The quasi-Newtonian beha-
vior observed at low Ericksen number regime Er < 1 is altered
as the Ericksen number exceeds Er > 1, along with the
emergence of a flow-induced director field gradient in the
transverse channel direction. The transverse gradient, intro-
duced by the channel curvature, engenders a flow-partitioning
effect due to the backflow mechanism,'! which is amplified by
the viscous anisotropy of liquid crystals. Consequently, the
throughput through the flow-aligned region scales with the
degree of flow-director alignment there. Taken together, the
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Fig. 1 Schematic description of microfluidic channels considered in this
paper (A) U-channel; (B) L-channel; (C) static director field at the outlet of
the U-channel; (D) light intensity under crossed polarizers and director
arrangement in the center plane (inset); dots denote the director align-
ment perpendicular to crossed polarizers (arrows). The cross-sectional
dimensions of L- and U-channels are identical. Numerical simulations
assume that the inner radius of the U-bend is r; = 100 um. The coordinate
system in the lower left corner refers to both U and L channels.

curvature- and Er-mediated modulation of NLC flow properties
can be harnessed for potential concepts in LC-based micro-
fluidic flow-guiding elements.

2. Methods and materials
2.1 Numerical simulations

The flow of an NLC is assumed to be solenoidal and governed
by the momentum equation, which reads

PO + wdu; = —p; + pa + i, (1

where p ; is the pressure gradient, p is the Newtonian viscosity
and 1j; is the viscoelastic stress®’

1 = HaQy — Quely + 28(Qy + 0y)HQu <[(Que + S)Hyy
+ Hi( Qi+ 0] — KQut,iQrij- (2)

K is the elastic constant and Q; is the order parameter tensor,
which evolves according to®’

07%Qy = 'Hy — 2&(Qy + 04)Quittiy- (3)

078 represents the Gordon-Schowalter derivative, which is
given by

DQi' (3/(-
9950, = th — (éDy — o) - (ij + ?j)
5[(
*’<Qw—+jf)'(éDw‘*whl (4)
. . Uij + Uji
where ¢ is the slip parameter, and Dy (: T)’
Wjj (: Lzu”) denote the symmetric and antisymmetric com-

ponents of the velocity gradient. I" in eqn (3) is the rotational
diffusivity. The molecular field H; is defined in terms of the
variational derivative of the Helmholtz free energy F:'°

K b
F= EQi,:kz + gQ;’iQU’ - gQiin/\'Qki + %(szin)27 (5)
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where a, b and ¢ are material parameters. The relative impor-
tance of viscous and elastic effects acting on the microstructure
is quantified by the Ericksen number Er = u,h/(I'K), where u, is
the mean flow speed and /4 = 15 pm is the channel height.
We have numerically modeled the Navier-Stokes equations
coupled with the Beris-Edwards model in three dimensional
U- and L-channels. Numerical solutions were obtained
using the OpenFOAM solver rtheoFoamLC.>® The solver was it
initially based on the director framework of microstructure
representation,® but its extensions allow for incorporating
the Q-tensor description;*® the approach is capable of predict-
ing flow-induced defects.”® The system is initialized with
an isotropic microstructure and static flow conditions (Q = 0,
u = 0). No-slip conditions for the velocity and strong home-
otropic anchoring were imposed on all walls. The fluid enters
the channel with a uniform velocity at the inlet. The following
material constants were used for all simulations; u = 0.2 Pa s,
K=40pN,a=-02MJm > b=4MJm > c=4MJm ? ¢=1,
I' =7.29 (Pa s)"". These values are consistent with the material
parameters used in similar investigations.’"*® For the selected

parameters and geometries, the Deborah number(: %) is

related with the Ericksen number as De = 4.44 x 10~ %, which
ensures that De « 1, and thus defect properties were weakly
affected by the flow.>?

2.2 Experimental measurements

Numerical simulations are complemented with microfluidic
experiments, carried out within custom-built U- and L-shaped
microchannels having rectangular cross-sections. The micro-
channels were assembled using polydimethylsiloxane (PDMS)
molds and glass plates, bonded together after a brief plasma
exposure.®® The assembled channels were first treated with an
aqueous solution of the silane DMOAP, that induced home-
otropic surface anchoring condition on the inner walls. For the
current study, we report experiments with a channel height of
15 pm and width of 100 pm. A single component thermotropic
LC (5CB), which is nematic at room temperature, was flowed
into the microchannels through cylindrical tubes embedded
into holes punched through the PDMS. A precise and con-
trolled LC flow inside the microfluidic channels was achieved
by pushing a gas-tight syringe pump using a microfluidic gear
pump (with a flow resolution of nl/h). For anchoring character-
ization, the functionalized channels were filled with 5CB in the
isotropic phase, which was first allowed to cool down to a
nematic phase. No perceptible swelling of the PDMS by the 5CB
was observed during the course of experiments, in agreement
with the observed dependence of the swelling ratio on the
substance polarity.®>®" We characterize the surface- and bulk
director fields using a combination of polarized optical ima-
ging (POM), with and without the A-retardation plates. The
transmitted light depends on the local director alignment
relative to the polarizer axes, following ref. 40 and 60.

2.2.1 Materials. The experiments were carried out using
single component thermotropic nematic liquid crystal 4-cyano-
4-pentyl-1,1-biphenyl, commonly known as 5CB. 5CB was

7086 | Soft Matter, 2023,19, 7084-7092
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procured from Synthon Chemicals (Wolfen, Germany), and
used without additional purification. Nematic 5CB is appro-
priate for the liquid crystal flow experiments due to its room
temperature nematic phase, with the nematic-isotropic phase
transition occuring at ~ 33 °C. Additionally, for the duration of
the experiments presented here, 5CB is chemically stable
within the polydimethylsiloxane (PDMS)-glass microfluidic
devices, and has negligible swelling effect on PDMS.*°

2.2.2 Microfluidic confinement and flow setup. The nematic
5CB was flowed through two different curvilinear geometries with
rectangular cross-sections: U-shaped and L-shaped microchannels
having different dimensions (height, #, and width, w). The
microfluidic channels were fabricated out of polydimethylsilox-
ane (PDMS, Sylgard 184, Dow Corning), a silicon-based organic
polymer, on a photoresist master through a process known as
soft lithography.®® For the current study, we report experiments
with the channel height of 15 um, and width of 100 um. The
PDMS replicas were bonded to a clean microscope slide by
exposing both surfaces to oxygen plasma. The microchannels
were functionalized to induce a homeotropic anchoring condi-
tion (NLC anchoring perpendicular to the channel surfaces)
using appropriate surface anchoring techniques. At both ends
of the L-shaped microchannels, cylindrical holes with 750 um
diameter were punched through the PDMS to provide housing
for the flow tubing. Teflon tubes typically with 300 um inner,
and 760 um outer diameters were inserted into each of the
housings, and served as connectors for inlet-to-source and
outlet-to-sink, respectively. Generation of a precise and con-
trolled LC flow inside the microfluidic channels was achieved
by a syringe pump. The channels were connected to a gas-tight
microliter syringe (1001LT, Hamilton Bonaduz, Bonaduz, Swit-
zerland), and driven by a gear pump (neMESYS, Cetoni, Kor-
buAen, Germany) to create a constant flow volume rate. The
average flow speed through the microchannels was verified by
tracking tracer particles over time (imaging focused at the
channel mid-plane), and the corresponding director field was
measured using polarized optical and confocal fluorescence
polarized microscopy as described below. The experimental

vL
Ericksen number, Er:"?, was calculated from the 5CB

material properties and the measured experimental flow speed
(7 denotes the viscosity, v is the flow velocity, L is the char-
acteristic length scale, and K is the single-elastic constant).
2.2.3 Surface anchoring and its characterization. For indu-
cing homeotropic anchoring condition on the inner walls of the
microchannels, the channels were fist filled with a solution of
Octadecyldimethyl (3-trimethoxysilyl propyl) ammonium chlor-
ide (60% in methanol, ABCR GmbH), commonly known as
DMOAP, and left for 10 minutes. The channel was then rinsed
with de-ionized water and heated at 80 °C for 15 min and at
110 °C for 1 h. After the thermal treatment, the functionaliza-
tion was complete. In order to test the surface anchoring
condition, the channel was filled with 5CB in isotropic phase
and allowed to cool down to nematic phase. No perceptible
swelling of PDMS by 5CB was observed during the course of
the experiments, in agreement with the observed dependence

This journal is © The Royal Society of Chemistry 2023
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60,61 The surface

of the swelling ratio on the substance polarity.
anchoring is characterized by studying the director field in the
bulk and close to the channel walls using polarized optical
imaging (POM) as described in the next section.

2.2.4 Polarized optical imaging (POM). The NLC director
alignment within the PDMS-glass microfluidic channels was stu-
died using a polarized light microscope (Eclipse LV100N-POL,
Nikon), equipped with different objectives x5, x10, %20, and
x40 objectives. The sample was maintained at room temperature.
Various experimental cases were captured using the following
orientations of the crossed-polarizers using transmitted white light:
(a) the microfluidic channel arm parallel to one of the crossed-
polarizers, (b) the channels oriented at 45° with respect to the
polarizers, and (c) with and without the insertion of a 530 nm
phase-retardation plate. POM images were acquired using a digital
Canon EOS77D camera. The acquired POM data were quantified
using a combination of Image] and MATLAB softwares, to finally
extract the intensity plots (Fig. 5 in appendix B) due to the flow-
induced director fields.">"!

3. Results
3.1 Analytical prediction

Assuming that the liquid crystal is uniaxial and the order parameter
is constant, the Beris-Edwards model (with & = 1) can be simplified
to the Leslie-Ericksen theory and the steady-state angular momen-
tum balance equation reduces to a non-linear Poisson equation

(©yy + 022)0 + uy Ersin®6 = 0, (6)

X

2y

0.0e+00 0.2 0.3 0.4 0.5 0.6 0.7 0.8
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where 0 is the angle between the director and the flow direction
(eqn (6) is derived in Appendix A). When Er « 1, wall imposed
homeotropic anchoring forces the director to align in the y-z plane,
normal to the flow direction. When Er = O(1) viscous effects become
significant, manifesting through the rotation of the director field
towards the Leslie angle, which is aligned with the flow direction in
the limit of uniaxial ordering with ¢ = 1. Eqn (6) suggests that the
local velocity gradient amplifies the effect of Ericksen number: flow
alignment is promoted in regions of elevated shear rate.

3.2 U-bend

The analytical result has been qualitatively confirmed by
experimental measurements and numerical calculations. The
director aligns in the z-direction at Er « 1, as indicated by
the uniform dark signal throughout the U-bend (Fig. 1D).
At Er = O(1) the director alignment is also affected by viscous
effects. In creeping flows, the peak velocity is displaced towards
the bend axis®*® and the resulting elevated shear rate is
responsible for the emergence of the flow-aligned director field
at the inside of the bend at Er = 4. The result is experimentally
observed through a non-zero light intensity signal near the
inner wall (upper row in Fig. 2A), and is qualitatively confirmed
by numerical simulations (Fig. 2B and C). The size of the flow-
aligned region scales with the Ericksen number. For Er = 6, the
elasticity dominated region of the director field is confined to
the outer bend wall (middle row in Fig. 2), where there is
consequently relatively little flow. Further evidence for the
shear-induced propagation of the flow-aligned region towards
the outside of the bend is provided in Fig. 5.

—Er=4
- - Er=6 o1 Y\
y |- Er=35

—— Newtonian

- - Er=6
........ Er=35

05 o 05 1 15 2 25 3 02 o 0z 04 05
ulu _yNewt; Newt
0 u/u-u lug

1.0e+00
| |

Fig. 2 Director alignment in a flow through U-bend. (A) Experimental micrographs showing transmitted light intensity under crossed polarizers. Inset:
polarized micrograph with a A-retardation plate; the yellow and the blue-green signals respectively denote director alignment parallel and perpendicular
to the retardation plate. (B) Numerical prediction of intensity under crossed polarizers (calculated as 4nX2ny2) in the symmetry plane. (C) Density plots of
velocity magnitude scaled by the maximum flow speed and glyphs of the director field (symmetry plane). (D) Velocity profile in the center of the bend. (E)
Amplification of flow asymmetry induced by the anisotropic microstructure. r denotes the normalized distance from the outer to the inner bend wall, u is
the flow speed in the centerplane, superscript N and subscript O refer to the Newtonian fluid and the mean flow speed, respectively.
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Fig. 3 Director alignment in a flow through the L-channel. (A) Intensity image obtained with crossed polarizers. (B) Numerical prediction of intensity with
crossed polarizers (calculated as 4nX2ny2). (C) Glyphs of the director field. (D) Contours of flow magnitude scaled by the maximum flow speed. The
Ericksen number is denoted by the white number in the lower left corner of column A pictures. (E) Effect of nematic liquid crystals on the amplification of
flow asymmetry (in the symmetry of the U-bend) with respect to a Newtonian fluid. r denotes the normalized distance from the outer to the inner corner,
u is the flow speed in the centerplane, superscript N and subscript O refer to the Newtonian fluid and the mean flow speed, respectively.

The combination of nematic viscoelasticity and geometric
curvature produces variable director alignment across the
channel. More flow is promoted in regions where flow align-
ment is achieved. Fig. 2D and E show that the presence of
nematic liquid crystals amplifies the uneven flow distribution
introduced by the geometry. Novel mechanisms for flow partition-
ing controlled by the Ericksen number may thus be identified. The
potential for flow tuning is weaker at high Ericksen numbers,
where the dominance of viscous effects results in complete flow
alignment (lower row in Fig. 2) and thus nearly uniform effective
viscosity. The corresponding velocity profile (dotted line in Fig. 2D)
is much more similar to the Newtonian result than at intermediate
Er. Additional simulations (not reported here) show that as the
Ericksen number increases, viscous effects dominate the director
alignment and stress distribution, resulting in the Newtonian
velocity profile (u/uy — u"/uy = 0)."

3.3 L-channel

The physics governing microstructure arrangement in an L-
channel is qualitatively similar to the U-bend. Here, the change
in flow direction occurs over a smaller length scale, so flow-
aligning effects are more localized near the inner corner. The
effect can be seen experimentally in Fig. 3A and numerically in
Fig. 3B and C. Both experiments and simulations show that
higher flow speeds in the L-channel occur near the inner
corner. The crossed polarizer images indicate that director
alignment is initiated there. Similar to the U-bend flow, the
curvature in the L-channel introduces a positive feedback
mechanism: reduced effective viscosity in the flow-aligned

7088 | Soft Matter, 2023,19, 7084-7092

inner corner promotes further flow there (indicated by tighter
streamline concentrations in Fig. 3D). At Er = 15, the director
remains unaligned with the flow only in the outer corner of the
elbow, which results in a stagnation region there. The L-bend is
thus seen to act like a microfluidic valve, where the effective
valve throat is controlled by the Ericksen number. The valve
effect becomes stronger as the radius of curvature decreases; at
the inner corner of the L-bend the relative increase in velocity is
up to three times larger than near the inner wall of the U-bend
(Fig. 3E). The effect of flow asymmetry is reduced at high Er,
where flow dynamics dominate director alignment and the
overall rheology tends toward a Newtonian fluid (Fig. 3E).

3.3.1 Flow tuning through defect-promoted shear banding.
Numerical simulations show that the separation between the
flow- and z-aligned director field induces defects (dark dot on
the right side of Fig. 4a) in the microstructure. Increasing Er
moves the defect towards the outer wall, which manifests
through the displacement of the director transition region
(Fig. 4b) and the accompanying lower order parameter region
(Fig. 4c). The presence of a defect affects the velocity gradient
(Fig. 4d) and produces a novel type of shear banding. The
location of the defect marks the onset of the flow-aligned
director field and thus the defect separates lower shear rate
and higher shear rate regions. This provides a novel type of flow
transition; previous studies of shear banding in liquid crystals
are driven by the nematic-isotropic transition arising from
flow®* or temperature'" effects.

Flow control across a range of Ericksen numbers can be
achieved by managing the size of the stagnation region. Fig. 4e

This journal is © The Royal Society of Chemistry 2023
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Fig. 4 (a) Order parameter and director field (white rods) between the outer and inner corner at Er = 5; (b) variation of the director angle between
L-bend corners; (c) variation of the order parameter between L-bend corners; (d) velocity gradient between L-bend corners; (e) channeling NLC flows
through curved channels over a range of Ericksen numbers. %n; is the fraction of the corner region occupied by the z-aligned director field, and %Q,
represents the flow fraction (blue arrows in the inset) through the region where the n (black dashed lines in the inset) aligns with the flow. Red arrows in

the inset represent the velocity vectors in the region where n aligns in the flow transverse direction (denoted by black dots).
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Fig. 5 Normalized light intensity (a) at a 135° angle from the U-bend entrance; (b) between the inner and outer corner of the L-bend. r denotes the
normalized distance from the outer U-bend wall and from then inner corner in the L-bend, respectively.

shows that as the size of the flow-transverse director region
decreases (solid black line), the throughput through the flow-
aligned region local to the inner corner increases (blue dashed
line). Thus, flow channelization is induced by the anisotropic
director field, and the throughput near the inner corner (r > 0.9)
can be up to 50% larger for nematic flows than for Newtonian
fluids under identical channel curvature conditions.

4. Conclusions

Nematic liquid crystals flowing through curvilinear microchannels
produce a transverse gradient of the director field, which can
feedback into the flow field and produce curvature-director-flow

This journal is © The Royal Society of Chemistry 2023

coupling. For ranges of Ericksen number, this coupling can create
abrupt flow changes, thereby inducing topological defects and
generating binary flow states. Flow alignment of the director
field initiates at Er ~ 2 and is promoted (hindered) in locations
of higher (lower) flow speeds. The effect becomes stronger as
the geometric curvature increases, and produces a positive
feedback effect: as the director alighment increases, the appar-
ent viscosity reduces, along with the reduction of boundary
layer size. This has a channeling effect on the velocity distribu-
tion, and more flow is promoted in the flow-aligned region.
Decreasing geometry curvature increases the degree of
flow asymmetry; consequently, higher Ericksen numbers are
required to promote the complete flow alignment. These find-
ings could guide the development of potential applications, for
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instance, featureless flow-guidance circuits, LC-based micro-
fluidic logic gates and optofluidic switches.

Liquid crystals offer a promising avenue for advancing
microfluidic flow control devices. However, their applicability
is subject to potential limitations. Scaling problems may arise
in larger geometries, where Er > 1 produces Newtonian
behavior, as discussed in Section 3.2. Additionally, liquid
crystals are prone to forming defect structures, the occurrence
of which requires careful handling of the microfluidic device.
Finally, the utility of microfluidic devices is constrained by the
temperature sensitivity of liquid crystals because anisotropic
properties are lost below the nematic-isotropic transition tem-
perature. Curvilinear microfluidic experiments with lyotropic
chromonic phases could offer tangible avenues to offset the
temperature sensitivity of thermotropic phases, specifically
by tuning the concentration of the lyotropic chromonic
surfactants.®*®* Owing to the role of chromonic phases in
diverse applications, studies on their flow through curvilinear
geometries could be relevant for manipulation of different
drugs, dye molecules and nucleic acids.

In future work, we aim to investigate microfluidic geome-
tries where extensional flow plays a role in the liquid crystal
alignment; examples include expansions, T and Y junctions.
Additional investigations are also underway to assess the
potential of using electric fields in flow manipulation.
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Appendices

A Analytical quantification of the flow effect on the director
field

The angular momentum balance of the Beris-Edwards model
in the uniaxial, constant order parameter limit reduces to the
Leslie-Ericksen theory.>*°%%

71 + wnig) = hi — naghy — ya[Dygny — (D) — y1m05i,

(7)

where h; = Kn;;; is the molecular field. The coefficients y; and
7, can be expressed in terms of the Beris-Edwards material
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207 224 0)¢
== gp,=-2 =2 8
71 T 72 3T (8)
Introducing the dimensionless parameters
T ~ 1 - h _ xi =~ K
i =—, Oy=-0x, (=—0,Xi=—7, hi=—=h, 9
i i T w ' h ot )
the director evolution equation can be written as
nig o+ gy = Er (b — nnghy) — ;—2[135/”/ — (i Dy |
1
2u0h

where Er = X" The general problem may be simplified by

making the following assumptions:
e The system is in the steady state.
e The system is fully developed.
e The order parameter is constant Q = 1.

e We have chosen ¢ = 1, so from eqn (8) we have 2 = —1.
"1
With the assumptions above, the angular momentum

eqn (10) reduces to

(1)

R — Ml e — <n,-u,-]]r — nfnjnkuj7,;> Er =0,

where the underlined terms ensure that the director retains
unit magnitude. The x-component of the director balance
equation reads

[yl 5 + Nty 5)(1 — n2)Er — ny[na(e gy + Ny z)
(12)

Assuming that the director remains in the x-z plane (with the
flow taking place in the x-direction and the velocity gradient
in the z-direction), we can express its components in terms
of the polar angle 0 that it makes with the flow direction
(n = [ny ny, ny] = [cos0, 0, sinfd]), and the director balance
simplifies to

Ny 5y + NMyzz —

+ 0Ny gy + 1y z5) + No(Nzgy + Mz z)] = O.

(@59 + 0z)0 + i1z Ersin®0 = 0.

(13)

B. Light intensity in the U- and L-channels

Fig. 5 compares the experimental and numerical intensity
profiles across the U- and L-bends. Experimental measurements
are z-integrated over the channel depth, while the intensity in
numerical simulations is taken at the centerplane. Both approaches
indicate a higher light intensity at the inner inner wall/corner
(r > 0.5) in the U-bend/L-channel that is caused by the
improved flow/director alignment there (Fig. 5a and b). The
sharp transition predicted by the numerical simulations is a
manifestation of the defect boundary, as discussed in
Section 3.3.1.
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