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es to synthesize water-stable
halide PeNCs

Avijit Das,† Arup Ghorai,† Kundan Saha, Arka Chatterjee and Unyong Jeong *

The “halide perovskite fever” is ongoing in material-based research due to the extraordinary properties of

halide perovskites like high absorption coefficient, tunable band gap (throughout the visible range), near-

unity emission quantum yield, large carrier diffusion length (exceeding 1 mm), and a long recombination

time (∼ms order). However, the water instability of halide perovskites is an Achilles' heel that must be

overcome. Recently, some approaches have been adopted to improve the water stability of ABX3
perovskites, including the substitution of A cations, ligand exchange, encapsulation in porous

frameworks, passivation with inorganic or organic layers, and encapsulation in hydrophobic polymers

and glass matrices. This review briefly introduces the degradation mechanisms according to the RH and

summarizes various approaches to stabilize halide perovskites. An outlook for research directions of

halide perovskites is also suggested.
1. Introduction

Solution-processed halide PeNCs have already set benchmarks
in the research on optical devices1–4 and optoelectronic
devices,5–7 especially solar cells8–11 (making them competitors to
Si-based solar cells in terms of efficiency) and solid-state light-
emitting diodes (providing outstanding colour purity and high
luminescence efficiency).12–17 Despite the relatively short period
of research, perovskite nanocrystals (PeNCs) achieved almost
∼30% power conversion efficiency (PCE),10 near-unity photo-
luminescence quantum yield (PLQY),14,18 large carrier lifetime
($1 ms),19 and long carrier diffusion length (in the range of
mm).20 However, instability in the presence of water impedes
large-scale commercialization or daily use of products.
Conventional emitters like inorganic chalcogenide nanocrystals
and organic emitters exceed 106 hours of lifetime (LT50= initial
luminance dropping to 50% of the original value) with very low
thermal stability.21 The PeNCs should meet the air/water
stability criterion for commercialization, which is over 10 000
hours of lifetime at about 5000 cd m−2 needed for outdoor
display applications.22 The instability is attributed largely to
their low formation energy (0.1–0.6 eV) and the intrinsic ionic
nature,23,24 making the PeNCs unstable in various external
stimuli (water, light, and electric eld).25,26 Another big concern
in the case of lead halide perovskites is toxicity.27 These obsta-
cles have brought extensive research on underwater stabiliza-
tion of PeNCs and the reduction of toxicity, especially by
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hang 37673, Republic of Korea. E-mail:

796–6813
encapsulating or replacing toxic Pb with Sn, Ag or Bi for
industrial standards.

A variety of synthetic strategies have been explored to stabi-
lize PeNCs under ambient conditions. Initially, the replacement
of organic cations by inorganic cations like Cs+, Rb+, and Bi3+

was found to improve the thermal and water stabilities by many
times even though it was not enough for commercialization.28,29

The hybrid perovskites may immediately degrade to their non-
perovskite phase even under low humidity conditions because
water molecules can form hydrogen bonding with the organic
cations.26,30 Another important parameter to determine the
stability of perovskites is the Goldschmidt tolerance factor (s). It

can be dened by s ¼ rA þ rB
O2ðrB þ rXÞ, where rA, rB, and rX are the

effective ionic radii of the A, B, and X site atoms of the general
form of the ABX3 perovskite. In a simple way, it indicates how
the A cation can be tted within the structural cage.31 Stability
increases as the s value approaches unity. Especially, since
iodine-based perovskites have low s values in the range of
∼0.85–0.9, they are prone to degradation compared to the
bromide- or chloride-based perovskites (s $ 0.9). It is oen re-
ported that inorganic perovskites can transform to 0D (Cs4PbI6),
3D (CsPbI3), and 2D (CsPb2X5) crystals at low relative humidity
(RH) without much degradation in their optical properties;26

however, they degrade to the non-perovskite d-phase in an
aqueous solution (excess water). Now that commercial products
are required to be stable in the water medium, this approach
needs to be modied. Research has evolved to bi- or tri-cation
substitutions to further enhance the stability under humid
conditions.32,33 Also, the 2D/3D hybrid perovskite strategies are
oen used to utilize both exceptional optical properties of 3D
perovskites and water immunity by 2D perovskites.34,35 Recently,
This journal is © The Royal Society of Chemistry 2023
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new approaches have been explored. Surface passivation with
a hydrophobic layer,36 porous materials,37,38 polymers,39 or
inorganic materials has improved the stability of PeNCs under
robust ambient conditions. Polymer coating of the PeNC
surface and embedding PeNCs in a polymer matrix or glass
matrix are good ways in terms of protecting water penetration as
well as retention of PLQY.40–42

In this review, we provide a summary of recent advances in
water stability, with a particular emphasis on the passivation
and embedding of PeNCs or lms as novel stabilization
approaches. Section 2 briey summarizes the degradation
mechanism of PeNCs in the presence of water. Section 3
discusses conventional stabilization strategies such as cation
substitution and ligand exchange. Section 4 introduces rela-
tively new passivation strategies including insertion of PeNCs in
a porous medium, encapsulation with inorganic nanomaterials,
surface passivation with a hydrophobic/hydrophilic organic
layer, and in situ growth in a polymer/glass matrix. This article
ends with an outlook for future research directions.
2. Degradation by water: hydration,
transformation, decomposition, and
dissolution

The structure, composition, and optical characteristics of
PeNCs are signicantly affected by water molecules. The type of
interaction with water molecules is dependent on the molar
ratio of water to NCs. Formamidinium lead halide (FAPbX3),
methyl ammonium lead halide (MAPbX3), and lead-free hybrid
perovskites are likely to be hydrated by water molecules under
low RH conditions (Fig. 1A–C).30,43–45 Water molecules can
interact through hydrogen bonding with the uncoordinated
ions and form mono-hydrated and di-hydrated structures
(Fig. 1B). This hydration is a reversible process.46 Mosconi et al.
thoroughly investigated the interaction of water molecules and
MAPbI3, and they presented a model in which water molecules
can penetrate into the MAPbI3 crystals to form hydrogen bonds
with the methyl ammonium (MA) cations.47 The formation of
the intermediate hydrated phase was experimentally proved
through time-resolved photoluminescence (PL) measurements
and infrared (IR) spectroscopy.47,48 Christians et al. reported that
water molecules are also able to form a di-hydrated complex
with the MAPbI3 even under dark conditions.49 The hydration
leads to signicant changes in the crystal structure, thereby in
optical and electronic properties.50 Yang et al.51 systematically
investigated the perovskite degradation process under
controlled RH conditions by using in situ absorption spectros-
copy and in situ grazing incidence X-ray diffraction. These
studies conrmed the formation of hydrated products in the
initial degradation step. The sequential perovskite hydration
can be described using eqn (1):

4CH3NH3PbI3 + 4H2O # 4[CH3NH3PbI3$H2O] #

(CH3NH3)4PbI6$2H2O + 3PbI2 + 2H2O (1)
This journal is © The Royal Society of Chemistry 2023
Unlike hybrid perovskites, all-inorganic perovskites undergo
phase transformation under a low relative humidity atmo-
sphere (Fig. 1C). For instance, Turedi et al. found that the
interaction between water and three-dimensional (3D) perov-
skite CsPbBr3 can induce the phase transformation to two-
dimensional (2D) perovskite-related CsPb2Br5 where the coor-
dination number of Pb(II) changes from six to eight.52 Similarly,
Lin et al. reported that a stable hydration shell can be formed on
the surface of the Cs4PbBr6 (0D) crystals in the presence of water
and the Cs4PbBr6 transforms into 3D corner-sharing CsPbBr3,
and then into 2D edge-sharing CsPb2Br5,53 which can be illus-
trated using eqn (2) and (3).54

Cs4PbBr6 / CsPbBr3 + 3CsBr (2)

2CsPbBr3 / CsPb2Br5 + CsBr (3)

Yu et al. reported reversible restoration of the luminescent
CsPbBr3 phase from the non-luminescent CsPb2Br5 phase upon
the removal of water.55 In contrast to the reversible hydration
and phase transformation taking place at low RH, irreversible
degradation occurs when PeNCs are continuously exposed to
a high RH atmosphere and hence PbX2 and AX are formed
spontaneously (Fig. 1D) which can be explained using eqn (4)
and (5).46,56,57

CH3NH3PbI3(s) / CH3NH3I(aq) + PbI2(s) (4)

CH3NH3I(aq) # CH3NH2(aq) + HI(aq) (5)

Recently, Siegler et al. revealed that the degradation kinetics
of MAPbI3 NC also can take place through a water-accelerated
photo-oxidation.58 Moreover, the degradation process takes
place more rapidly under UV irradiation and oxygen exposure
because the CH3NH3

+ bonding becomes weakened.59 Ho et al.
reported that FA0.85Cs0.15PbI3 could be completely degraded to
do-CsPbI3, d-FAPbI3, FA, and PbI2 through a multistep pathway
at a high RH.60 In this case, the optical and electrical properties
are mostly lost. For instance, Huang et al. reported a 90% loss of
PL intensity in CsPbBr3 under high RH conditions.61 Christians
et al. found a signicant drop in photovoltaic efficiency of the
CH3NH3PbI3 perovskite from 12% to 1% aer 3 days of expo-
sure to 90% RH.49 Caddeo et al. studied the degradation process
by nite-temperature molecular dynamics and revealed that the
decomposition kinetics is temperature dependent with an
activation energy of 0.36 eV and the aggregated water molecules
act as a catalyst to form the defects on PeNCs during the
degradation process.62 Wu et al. reported that Pb-containing
PeNCs has a high solubility constant (Ksp = 10−8) in an aqueous
solution.63 Thus, the complete dissolution of perovskite crystals
takes place in the aqueous precursor solution when the amount
of water increases up to a threshold (Fig. 1E). For example,
Hailegnaw et al. reported the complete decomposition of
MAPbI3-based solar cells under exposure to rainwater where
methylammonium lead iodide was decomposed to hydroiodic
acid, methylamine, and lead iodide.64 The original black/dark
brown color turned yellow and the device performance was
signicantly reduced. Ionized ions of Pb2+, Cs+, and X− could be
J. Mater. Chem. A, 2023, 11, 6796–6813 | 6797
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Fig. 1 (A–E) Schematic representations of the interactions between water molecules and halide PeNCs (modified with permission from ref. 26).
(F and G) Schematic representations of the formation of the hydrogen bonding of methylammonium (F) and formamidinium (G) cations with
water molecules.
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formed in the presence of an excess amount of water (eqn (6)),
but sometimes X− can inhibit the ionization of PbX2 and form
[PbXn]

2−n as shown in eqn (7).65

PbBr2(s) # Pb2+(aq) + 2Br−(aq) (6)

PbBr2(s) + (n − 2)Br−(aq) # [PbBrn]
2−n(aq) (7)

Overall, a thorough knowledge of the interaction between
water molecules and PeNCs is of signicant importance in the
development of water-stable perovskites and devices for real-life
applications.66,67
3. Stabilization of PeNCs
3.1. Substitution of A cations

The ABX3 formula is commonly used to describe halide perov-
skites, where the A-site is an inorganic cation (oen Cs+, Rb+, or
K+) or an organic alkyl cation (typically, CH3NH3

+ (MA+) or
NH2CHNH2

+ (FA+)) (Fig. 2A), which lls the cuboctahedral
voids. Trimethyl sulphonium ions are also used to synthesize
6798 | J. Mater. Chem. A, 2023, 11, 6796–6813
air-stable lead halide perovskites,68 in order to counterbalance
[BX6]

4− and stabilize the perovskite lattice. The cations can be
categorized as mono, double, triple, or quadruple A-cation
perovskites according to the number of A-site cations present in
the crystal lattice. The crystal structures can be varied especially
depending on the Goldschmidt tolerance factor (GTF) which
normally falls in the range of 0.8–1.0.32 The GTF determines the
ambient stability as well as the phase stability of PeNCs. When
the GTF is close to 1, it leads to maximum ambient stability. In
the case of organic–inorganic hybrid perovskites, the organic
counterpart is responsible for the lower ambient stability due to
its volatile nature. For example, the absorption intensity of
MAPbI3 was considerably reduced at a high RH (98%) within 4 h
with a blue-shied absorption band edge, but the degradation
took approximately 10 000 h at a lower RH (20%).69 Even doping
with inorganic chalcogenides like PbSe enhances the stability as
well as device performance of MAPbX3-based solar cells, with
moisture stability enhanced 200 fold.70

3.1.1. Inorganic cations. It is well known that water mole-
cules quickly transform the photoactive black phase of FAPbI3
into a photo-inactive yellow phase. The effective hydrogen
This journal is © The Royal Society of Chemistry 2023
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Fig. 2 (A) The perovskite unit cell consisting of an A cation (methylammonium, Cs, formamidinium, trimethyl sulfonium) at the center, (B–D)
schematic illustration depicting the crystalline structure of 3D perovskites (B), mixed-dimensionality perovskites (C), and 2D perovskites (D).
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bonding of the methylammonium cation (MA+) and for-
mamidinium cation (FA+) with water molecules is responsible
for the instability of MAPbI3 and FAPbI3.71 Also, weak electro-
static interaction between the MA+ and [PbI6]

4− is another
potential reason for the prompt degradation.69 In that sense,
inorganic halide perovskites exhibit better thermal water
stability than their hybrid family because of the absence of the
bonding between Cs+ with the water molecule.26 Simply mixing
the A-site cations with metals has been employed for improved
water stability. Mixing a small fraction of stable Cs+ with the FA
or MA-based perovskite successfully suppressed the formation
of the optically inactive d-phase by adjusting the GTF factor.72

Park et al. demonstrated that when 10% of FA+ was replaced by
Cs+ in FAPbI3 the water stability was improved and photo-
degradation under constant UV illumination was minimized.73

Under continuous UV illumination (intensity = ∼100 mW
cm−2) for 19 h, the FAPbI3 lm showed 86% degradation, but
the FA0.9Cs0.1PbI3 lm showed 65% degradation. Under 85%
humidity conditions for 7 h, the FAPbI3 lm had 77.8% degra-
dation; meanwhile, the FA0.9Cs0.1PbI3 lm showed 50% degra-
dation. Wu et al. further observed that using triple cation Cs/
MA/FA was more robust in terms of stability, reproducibility,
and efficiency. They have reported that perovskite NCs showed
long-term stability for up to one month under 30% RH and PCE
above 20%.74

3.1.2. Organic cations. 2D perovskites have recently drawn
immense attention due to their superior stability and water
resistance compared to 3D perovskites. 2D layered perovskites
This journal is © The Royal Society of Chemistry 2023
are represented as R2(CH3NH3)n−1BnX3n+1 , where n, R, B, and X
denote the number of inorganic layers, organic cations such as
C6H5(CH2)2NH3

+ (phenyl-ethyl ammonium, PEA), a metal
cation, and a halide, respectively. The improved moisture
resistance of 2D perovskites comes from the presence of the
hydrophobic R group shown in Fig. 2B. The R-groups occupy the
surface site of the crystals and protect them from water pene-
tration. Sargent and colleagues generated a series of dimension-
controlled quasi-2D MAPbBr3 perovskites via partial substitu-
tion of MAs by hydrophobic phenethylamine (PEA) molecules.75

Themoisture stability was improved aer this process. The PEA-
substituted MAPbI3 lm showed a negligible change in the
adsorption edge and PL intensity aer storage under 90%
humidity conditions for 3 months. Romani et al. recently
synthesized a 2D lead-free metal halide perovskite (PEA2SnBr4)
showing impressive and unprecedented water resistance in
both structural and optical properties.76 PEA2SnBr4 did not alter
its Sn2+ oxidation peak position (487.6 eV) in XPS even aer
continuous stirring in water for 4 h. It is notable that partial
substitution of the anions by SCN functional groups also
improved the moisture stability.77 The SCN-substituted lm
exhibited prolonged stability for 4 h under 95% high humid
conditions compared to the normal CH3NH3PbI3 lm (2.5 h).
One of the concerns regarding organic molecular capping is
that the dielectric organic layer hinders efficient carrier inser-
tion and anisotropic charge transport. Coating a 2D layer on top
of the 3D perovskite (2D/3D hybrid) has been investigated as
a promising approach to simultaneously obtain water stability
J. Mater. Chem. A, 2023, 11, 6796–6813 | 6799
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and good charge transport. Liu et al. achieved extraordinary
long-term stability (>10 000 h, or >400 days) with no reduction
in efficiency over a vast area by depositing pentauorophenyl
ethylammonium (FEA) lead iodide [(FEA)2PbI4], which is
a superhydrophobic 2D perovskite, onto the 3D FAPbI3 perov-
skite lms.78 The highly stable perovskites allowed the fabrica-
tion of a fully printable, low-cost, high-efficiency solar module
that can be assessed under standard settings and in the pres-
ence of oxygen and moisture.79
3.2. Ligand exchange

Ligands in perovskites play a vital role in stability and
morphology. Oleic acid (OA) and oleyl amine (OLAm) are
a common pair used for the synthesis of perovskites. It is well
Fig. 3 (A and B) A schematic representation of the role of ligands in the s
92). (C) Chemical representation of different types of capping ligands us

6800 | J. Mater. Chem. A, 2023, 11, 6796–6813
known that the OA/OLAm pair causes feasible degradation of
perovskites through proton exchange under ambient condi-
tions. In addition, the purication process of perovskite NCs
causes ligand losses which accelerates the degradation to the
non-perovskite d-phase. Generally, organic ligands with a polar
head group increase their size in the presence of moisture or
polar solvents, leading to detachment from the surface of
PeNCs and giving a chance to be replaced by other ligands with
comparatively strong interaction with PeNCs. For example, the
commonly used OA, O-polar head group has lower interactions
compared to the S-head group of other alkyl-polymers. The O-
polar ligands are replaced with the S-containing ligands and
thus the stability and dispersability of PeNCs are enhanced.80

Different types of ligands have been exploited either during the
ynthesis and purification of PeNCs (modified with permission from ref.
ed for PeNCs (adopted with permission from ref. 92).

This journal is © The Royal Society of Chemistry 2023
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reaction as well as in the post-synthetic treatment.81–84 It is
observed that the ligand chain length, ligand concentration,
and molecular structure of the ligand (denticity, linear/
branched structure) have direct effects in determining the
shape and size of the NCs (Fig. 3A). Bulky ligands have less
coverage on the surface, which leads to rapid attachment to the
respective facets to form perovskite nanocubes.85,86 Long-chain
alkyl ammonium salts can increase the hydrophobicity and
solubility of organic solvents of PeNCs.87 PeNCs passivated by
zwitterionic and bidentate ligands have enhanced colloidal
stability, thermal stability as well as moisture stability
compared to PeNCs with monodentate ligand caps.88 Liu et al.
carried out an in-depth investigation on the roles of organic
amines and acids in the ligand-mediated synthesis of colloidal
CsPbBr3 NCs. They discovered that ammonium ions can lead to
the growth of anisotropic nanoplatelets and carboxylate ligands
are essential for the size-tunability of isotropic nanocubes.89

During the purication process of perovskite NCs, ligands are
detached from the surface of the NCs which causes low colloidal
stability and thus a lengthy washing step is not desirable
(Fig. 3B).

High-density insulating ligand passivation deteriorates
optoelectronic properties; hence different types of ligands have
been explored to balance between stability and optoelectronic
performance. Surfactants (didodecyldimethylammonium
sulde (DDA+S2−),81 sodium dodecyl sulfate (SDS),82 dode-
cylbenzenesulfonic acid (DBSA),90 etc.), bi-dentate ligands (suc-
cinic acid, 2,2′-iminodibenzoic acid,83 N1,N2-didodecyl-
N1,N1,N2,N2-tetramethylethane-1,2-diaminium bromide
(DTDB),91 etc.), branched ligands,84,92 and zwitterionic
ligands84,93 have been proved to enhance the ambient stability of
PeNCs (Fig. 3C). Branched or zwitterionic ligands have an
additional advantage on the smaller and mono-dispersed size
distribution of PeNCs especially due to the presence of
substantial steric hindrance.94,95 Additionally, zwitterionic
ligand-capped PeNCs oen reduce the tedious purication
process and form highly packed lms with high PLQY and have
good stability compared to straight-chain ligands.94 Further-
more, the perovskites can even be sheltered from water by
bidentate ligands that link with one another between mole-
cules. For example, Nag et al. demonstrated that long-range
cation-stacking is one method by which aromatic diamine
ligands like 4,4′-trimethylenedipyridine shield perovskites from
water.96 They have shown that there was no difference in PL
aer keeping in water for six months. Similarly, Huang et al.
reported that silane ligands like 3-aminopropyl triethoxysilane
(APTES) form a cross-linking matrix by hydrolyzing the silyl
ether groups. The APTES ligand effectively protected the
perovskite from humidity and increased the resistance to UV
and polar solvents.97 Recently, Shu et al. synthesized CsPbBr3
NCs with high PL intensity through the modied ligand-assis-
ted reprecipitation in which an amphiphilic polymer ligand,
octylamine-modied polyacrylic acid (OPA), was used for the
synthesis. The PLQY of the OPA-capped CsPbBr3 NCs remained
at 80% of the initial value in water for 15 days.98 Kim et al.
proposed a new strategy to synthesize stable PeNCs by
controlling the peripheral layer of the octahedral perovskite
This journal is © The Royal Society of Chemistry 2023
geometry.99 A series of rod-shaped uorescent hybrid perov-
skites were synthesized under both acidic and basic conditions
without using any capping ligands. They claimed that lead
bromide perovskites were stable for up to 6 months underwater
without any structural change. Even though there has been
signicant stability improvement in bromide-based perov-
skites, there have been almost no reports on water-stable
iodide-based perovskites because they are very prone to degra-
dation compared to bromide-based perovskites.
4. Novel passivation approaches to
achieving water stability

There have been signicant efforts made to advance passivation
of PeNCs for improved water stability,100–102 which include
inserting the NCs in pores in a porous matrix, embedding in
a polymer matrix or in a glass matrix, creating an inorganic
coating layer, and superhydrophobic/superhydrophilic func-
tionalization (Fig. 4).103–105 A large density of defect states inside
the energy bandgap of conventional semiconductors can func-
tion as trapping states which originate from the corresponding
structural defects. Brandt et al. explained the defect tolerance of
halide perovskites in their electronic structures.106 They
revealed that intrinsic defects generating from the vacancies or
interstitial atoms appear as resonances inside the bands;
therefore, the surface states are unlikely to develop the intragap
states. It means that it is not strictly necessary to use surface
ligands or other forms of electronic surface passivation to
maintain the purity of the energy bandgap and high PLQY.107

On the basis of this theoretical prediction, various synthetic
approaches have been developed for high-performance stable
PeNCs.
4.1. Surface passivation by using a porous matrix

Various species of porous matrices (e.g., mesoporous silica,
zeolites, molecular sieves, porous polymeric frameworks etc.)
have provided promise for the synthesis of water-stable PeNCs.
The porous matrix acts as a template to conne PeNCs inside
and keep them intact with water molecules.108,109 Super-
hydrophobic modication can further enhance the aqueous
stability of PeNCs. Recently, Xuan et al. developed water-stable
Sr2+-doped CsPbBr3 which was encapsulated by a molecular
sieve matrix and PbBr(OH) composite matrix (Fig. 5A).110 These
composites exhibited 75% PLQY and showed high resistance to
heat and water. Impressively, they sustained 99.5% of their
initial PLQY even aer 200 days when submerged in water, and
63.1% when exposed simultaneously to blue light and water.
Wang et al. used crystalline inorganic zeolites (AlPO-5) as
a porous framework where MAPbBr3 NCs were in situ synthe-
sized in the nanopores of zeolite (Fig. 5B).111 The nano-
connement substantially reduced the formation of structural
defects in the PeNCs and signicantly reduced the lattice
vibration so that PL could be maintained at 80 °C. Bright green
luminescence of the MAPbBr3/zeolite composite was sustained
for een months under ambient conditions and maintained
for two weeks under aqueous conditions. Although the PL
J. Mater. Chem. A, 2023, 11, 6796–6813 | 6801
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Fig. 4 A schematic representation of the various methods for surface passivation of PeNCs.
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intensity of this composite was reduced to 5% of its initial value
at 135 °C, PL was gradually restored during the cooling process.
Xuan et al. demonstrated that porous organic polymeric
frameworks also serve as a protection shield to stabilize PeNCs
under real-life conditions (Fig. 5C).107 The organic framework
had a hierarchical porous architecture which contained pores
ranging from the nano-to micrometer scale. The super-
hydrophobicity of the organic framework with a water contact
angle larger than 150° facilitated selective absorption of CsPbX3

NCs and made the resultant composite completely phase
separated from water (oating on the water phase). Even aer 6
months of being submerged in water, this composite sustained
its bright luminescence without signs of hydrolytic degradation.
In addition, Ma et al. fabricated a superhydrophobic polymeric
(polydivinylbenzene) porous matrix which provided a conned
space to absorb Cs4PbBr6 QDs (Fig. 5D).112 Initially the
composite was non-luminescent; however, the Cs4PbBr6 phase
was transformed into a luminescent CsPbBr3 phase with
underwater exposure through the dissolution of CsBr. This
structural transformation was reversible, turning back to the
non-luminescent Cs4PbBr6 aer evaporation of water through
the reintegration of CsBr. Here, the superhydrophobic encap-
sulation prevented the migration of dissolved CsBr, resulting in
the stabilization of the CsPbBr3 phase. It showed high water
stability and retained more than 80% of initial PLQY aer
6802 | J. Mater. Chem. A, 2023, 11, 6796–6813
prolonged immersion in water for 12 days. The reversible
luminescence was used to fabricate an anticounterfeiting device
with high-water stability.
4.2. Surface passivation by using inorganic encapsulation

Placing a wide-bandgap inorganic passivation layer on the
surface of PeNCs decreased the surface recombination rate of
charge carriers and provided durability under harsh environ-
mental conditions.113 Recently, various types of inorganic
passivating materials (SiOx, InBr3, ZnCl2, ZnBr2, PbBr2, AgNO3,
BiCl3, SnCl4, CuBr2, etc.) have been widely investigated to
stabilize PeNCs.114–117 For instance, Hu et al. reported a facile
approach to developing a superhydrophobic SiOx-coated
CsPbBr3 lm by hydrolyzing tetramethyl orthosilicate and then
surface-modifying with CH3- groups (Fig. 6A).118 The super-
hydrophobic perovskite lm exhibited good water repellence
showing a 25% PL decrease under aqueous conditions for 10
days, self-cleaning characteristics, and enhanced thermal
stability at 70 °C. Interestingly, the PL intensity of the lm was
enhanced by 46% aer three months of storage under ambient
conditions. XRD spectra and HRTEM images revealed the
formation of mixed phases including CsPbBr3, CsPb2Br5, and
Pb(OH)Br during the prolonged ambient exposure.

Zhong et al. reported the encapsulation of CsPbX3 NCs with
inorganic pyrophosphate (NH4AlP2O7) (Fig. 6B).119 One of the
This journal is © The Royal Society of Chemistry 2023
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Fig. 5 Passivation in a porous matrix. (A) Scheme of the Sr2+-doped CsPbBr3/molecular sieve/PbBr(OH) composite and digital image after being
stored for 200 days in an aqueous solution (modified with permission from ref. 110). (B) Scheme of the zeolite/perovskite composite and its PL
spectra after being immersed in water for more than 2 weeks (modified with permission from ref. 111). (C) Scheme of the porous organic
polymeric frameworks embedded with CsPbX3 NCs, digital image of beaded water drops on the composite films, graph representing the change
in photoluminescence quantum yield (PLQY) of the composite in the water medium (inset: the CA pictures before and after being submerged in
water for 31 days) (modified with permission from ref. 107). (D) Scheme of the PeNCs embedded in the super-hydrophobic polydivinylbenzene
(PDB) porous framework. The non-luminescent Cs4PbBr6 and luminous CsPbBr3 were reversible by alternating water treatment and drying
(modified with permission from ref. 112).
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important requirements for the inorganic passivation layer is
the strong interactions between the perovskite surface and
passivation layer so that it can be sustained under harsh envi-
ronmental conditions. Density functional theory (DFT) calcu-
lation conrmed the formation of a strong Pb–O bond between
the P2O7

4− group and the Pb atom in CsPbBr3. The strong bond
provided remarkable stability against water, heat, and UV irra-
diation. Interestingly, pyrophosphate-encapsulated CsPbBr3
could make highly stable dispersion in a water medium due to
its negative zeta potential (−30.2 mV). The PL intensity of their
aqueous dispersion remained intact even aer storing for 400
days. Moreover, the dispersed composite material retained its
This journal is © The Royal Society of Chemistry 2023
PL even in extremely acidic (pH 2.0) and basic (pH 12.5) solu-
tions aer 400 days. The core–shell encapsulation protected the
PeNCs from heat deterioration and UV light-induced degrada-
tion. This highly stable aqueous dispersion was used in high-
resolution inkjet printing on paper which was kept in an
aqueous medium for 100 days without any noticeable loss of PL
intensity and any trace of lead leakage. Water-insoluble lead
salts such as PbSO4, PbCO3, and Pb3(PO4)2 have been used for
surface passivation in perovskite-based solar cells. Although
hydration and dissolution in an aqueous medium are the main
reasons for the PeNC degradation, the lead(II) oxysalt layer was
robust enough to prevent water from permeating into the
J. Mater. Chem. A, 2023, 11, 6796–6813 | 6803
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Fig. 6 Surface passivation by inorganic encapsulation. (A) Scheme illustrating the film of the superhydrophobic SiO2-encapsulated CsPbBr3
composite and PL spectra of the composite film at various time points after being stored in an ambient environment, (inset: water contact angle
of the water droplet on the composite film after 3 months of storage in the ambient atmosphere) (modified with permission from ref. 118). (B)
Scheme of the encapsulated CsPbX3 nanocrystal with inorganic pyrophosphate and a digital image of the composite dispersed in an aqueous
solution of different pH (modified with permission from ref. 119). (C) Scheme depicting the top layer of lead sulfate on the perovskite surface as
a passivation layer and photographs of the device after being exposed to a water droplet for three minutes without (left) and with (right) the top
layer lead sulfate (modified with permission from ref. 113). (D) Scheme showing the formation of the Pb(OH)2 layer which can protect the PeNCs
from water molecules and the digital image of the Pb(OH)2 layer coated on different PeNCs after being immersed in water under UV light
(modified with permission from ref. 99).
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perovskite. For instance, Yang et al. developed PbSO4 and
Pb3(PO4)2 layers on perovskite lms and demonstrated an
enhanced water resistance of the perovskite surface (Fig. 6C).113

X-ray photoemission spectroscopy measurements and DFT
calculation conrmed the strong preferential interaction of
SO4

2− and PO4
3− with Pb atoms of the perovskite surface. When

the lead sulfate-coated perovskite device was submerged in
water, it remained black instead of turning yellow, which was
caused by the formation of PbI2. The coating layer allowed a fast
carrier recombination lifetime and increased the solar conver-
sion efficiency up to 21.1%. The solar cell maintained 96.8% of
the original efficiency for 1200 h at 65 °C. The formation of the
Pb(OH)2 layer was also able to stabilize PeNCs. Jana et al. re-
ported a simple aqueous synthesis of rod-shaped PeNCs in
basic or acidic media where a layer of Pb(OH)2 was formed on
the surface of perovskites as conrmed by XRD and TEM
analysis (Fig. 6D).99 The Pb(OH)2 layer effectively prevented
water diffusion into the perovskite, thus retaining the PL
intensity even when immersed in water over 6 months.
4.3. Passivation by post-treatment with a hydrophobic/
hydrophilic organic layer

Degradation of PeNCs is usually initiated from the defect sites
in the grain boundaries and surfaces. These defects are reactive
towards oxygen and water which makes them vulnerable even
6804 | J. Mater. Chem. A, 2023, 11, 6796–6813
under ambient conditions.120 Recently, various electron-
donating hydrophobic molecules have been investigated to
effectively reduce the defect-nucleating sites or heal the existing
defects on perovskite lms, which has been performed by
chemically binding organic molecules on the undercoordinated
lead ion sites (Fig. 7A).36 Mathews et al. demonstrated that
passivating the perovskite surface and grain boundaries with
hydrophobic pentauoropropyl ammonium iodide could
improve the device efficiency by reducing charge carrier
recombination and increasing its lifetime.121 This passivated
perovskite solar cell exhibited remarkable stability under
ambient conditions for 169 days without any structural change
and maintained above 95% of its initial efficiency. Super-
hydrophobic modication could further improve the water
stability of PeNCs.122–124 For instance, Zhang et al. developed
a superhydrophobic lead PeNC lm by creating a self-assembled
monolayer of 1H,1H,2H,2H-peruorodecanethiol.36 The thiol
group of the peruorocarbon chains passivated the uncoordi-
nated sites on the perovskite surface by forming the Pb–S bond.

Despite the common belief that the hydrophilic layer can
help water penetration, the hydrophilic passivation layer can
also improve the stability of the perovskite against moisture
(Fig. 7B). For example, Ma et al. showed that the post-treatment
of a perovskite lm with hydroxyl group-containing amine
molecules could help to sustain the device efficiency under high
This journal is © The Royal Society of Chemistry 2023
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Fig. 7 (A) Schematic diagram representing hydrophobic passivation of the perovskite surface by using different hydrophobic molecules. (B)
Schematic representation of the hydrophilic passivation of the perovskite surface utilizing several hydrophilic molecules.

Review Journal of Materials Chemistry A

Pu
bl

is
he

d 
on

 2
2 

Fe
br

ua
ry

 2
02

3.
 D

ow
nl

oa
de

d 
on

 3
/1

4/
20

26
 7

:3
3:

55
 A

M
. 

View Article Online
humidity conditions.125 The water-holding capability of the
hydrophilic layer was considered to prevent water inclusion
underneath the perovskite surface. No signicant decrease in
the power conversion efficiency was observed in an 80% RH
atmosphere for 24 h. Additionally, Kim et al. demonstrated that
surface passivation with a thin hygroscopic polymer such as
poly(ethylene glycol) allowed perovskite-based solar cells to
become stable under ambient conditions.126 More than 95% of
the initial value of the device efficiency was maintained aer 15
h in an ambient environment. Recently, Chen et al. have
developed a passivation method for perovskite lms by using
superhydrophilic sorbitan monolaurate molecules.127 Multiple
ether, carbonyl, and hydroxyl groups found in sorbitan mono-
laurate molecules could absorb water molecules and serve as
a potent water diffusion barrier. Aer being submerged in water
This journal is © The Royal Society of Chemistry 2023
for 6 h, the passivated perovskite lm continued to be black
with no structural changes.

4.4. Encapsulation with polymers

Polymer encapsulation is advantageous, in addition to surface
passivation of PeNCs, in chemical modication of the
composite surface, tunable mechanical properties, easy proc-
essability, and optical transparency.128,129 Encapsulation with
crosslinked polymers creates an oxygen barrier and chemical
resistance layer to polar solvents.130–132 Because the miscibility
of nanomaterials is limited with polymers, in situ conversion of
precursors mixed in a polymer matrix has been considered as an
effective method for large-scale synthesis of perovskite
composites. Wang et al. introduced a swelling/deswelling
approach for in situ growth of PeNCs in a polymer matrix by
J. Mater. Chem. A, 2023, 11, 6796–6813 | 6805
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using different polymer solubilities in solvents (Fig. 8A).133 The
perovskite precursors were incorporated inside the polymer
matrix when the polymer matrix was swollen in a relatively good
solvent. The evaporation of the solvent initiated rapid homo-
geneous crystallization of the PeNCs in the shrunk polymer
matrix. Several polymer matrices have been utilized, but poly-
styrene, polyvinyl chloride, acrylonitrile butadiene styrene, and
polycarbonate polymer composites exhibited superior water
stability. The perovskite/polymer composites were kept
immersed in water for 120 days with less than a 7% loss in
PLQY. On the other hand, in situ synthesis of PeNCs has also
been conducted by using a UV-curable polymer. For instance,
Zhang et al. synthesized PeNCs from the precursor absorbed in
the photo-polymerizable hydrophobic polyacrylate matrix
which improved the protection of the PeNCs from water
(Fig. 8B).40 Owing to low water permeability and high chemical
durability of the polyacrylate matrix, the perovskite/polymer
matrix survived in harsh aqueous media in pH 2 to pH 12. The
lead leakage in an aqueous medium was signicantly reduced,
allowing for its usage in biomedical applications. Wang et al.
employed two-dimensional silica nanosheets as nanoreactors in
Fig. 8 Passivation by embedding in the polymer matrix. (A) Scheme rep
PeNCs in the polymer matrix (modified with permission from ref. 133).
merizable hydrophobic polyacrylate matrix (modified with permission fro
nanosheets grafted with poly(acrylic acid)-block-polystyrene. The nan
(modified with permission from ref. 134). (D) Scheme of the post-synth
a photo-crosslinkable and polymerizable ligand onto PeNCs (modified
PeNCs with ammonium halide-terminated poly(2-cinnamoyloxyethylm
resenting a self-healable hydrophobic elastomer with dipole–dipole inte
permission from ref. 135).

6806 | J. Mater. Chem. A, 2023, 11, 6796–6813
which a hydrophobic poly(acrylic acid)-block-polystyrene brush
was graed (Fig. 8C).134 The polymer brush produced a thick
hydrophobic barrier. The brush collapsed when it came into
contact with water molecules due to their hydrophobicity.

Modication by post-synthesis treatment has also been
investigated. In this method, photo-crosslinking of the unsat-
urated hydrocarbon ligands on the PeNC surfaces has been
used to develop water-stable uniform PeNCs and a polymer
composite layer. For example, Park et al. reported a novel
method for improving perovskite stability by using 4-vinyl-
benzyl-dimethyl octadecyl ammonium chloride as a photo-
crosslinkable and polymerizable ligand (Fig. 8D).135 The
ammonium sites of the ligand enabled adequate ionic interac-
tion with the perovskite surface, the styryl group enabled the
crosslinking of two neighbouring nanocrystals through radical
polymerization, and the alkyl side chain provided the hydro-
phobic protection to enhance resistance to hydrolytic degrada-
tion. Similarly, Sun et al. also used 4-vinylbenzyl-
dimethyloctadecylammonium chloride as a photo-cross-
linkable ligand for MAPbBr3. This composite showed no
signicant change in PL intensity aer prolonged water
resenting the swelling–deswelling approach for the in situ growth of
(B) Scheme depicting the synthesis of PeNCs inside the photo-poly-
m ref. 40). (C) Scheme illustrating hydrophobic two-dimensional silica
osheets were used as nanoreactors for in situ synthesis of PeNCs
esis using 4-vinyl-benzyl-dimethyl octadecyl ammonium chloride as
with permission from ref. 135). (E) Scheme of post-encapsulation of
ethacrylate) (modified with permission from ref. 42). (F) Scheme rep-
raction used for post-synthesis encapsulation of PeNCs (modified with

This journal is © The Royal Society of Chemistry 2023

https://doi.org/10.1039/d2ta09286g


Review Journal of Materials Chemistry A

Pu
bl

is
he

d 
on

 2
2 

Fe
br

ua
ry

 2
02

3.
 D

ow
nl

oa
de

d 
on

 3
/1

4/
20

26
 7

:3
3:

55
 A

M
. 

View Article Online
exposure for 90 days.136 In another report, Jang et al. developed
highly water-stable PeNC composites using a UV-induced free-
radical reaction of a methacrylate-functionalized matrix resin.
This composite could maintain high PLQY (∼70%) for more
than 600 days in high abrasive liquid medium (e.g., in water,
acid and basic solutions, and in different organic solvents).137

Ligand exchange by long polymer chains has also been
successful in passivation. Ko et al. reported the ligand exchange
by ammonium halide-terminated poly(2-cinnamoylox-
yethylmethacrylate) (Fig. 8E).42 The cinnamoyl group could
undergo the UV-induced cycloaddition reaction which signi-
cantly reduced lead leakage and increased stability toward
diverse polar solvents (such as water or alcohol). Recently, Liu
et al. used a self-healable hydrophobic uoroelastomer as the
polymer matrix for post-synthesis encapsulation of PeNCs
(Fig. 8F), in which the ion–dipole interactions between the
positively charged perovskite QDs and the CF3 dipoles on the
polymers provided excellent compatibility.138 Moreover, abun-
dant dipole–dipole interactions of CF3 groups enabled the
underwater healing process of this material. Aer being
submerged for months under a variety of harsh conditions
(water, pH 1, pH 7, pH 13, and salty water), the optical and
mechanical characteristics of the composite remained intact.

Recently, the encapsulation of PeNCs with block copolymers
has been proven to be a potential method to increase stability
due to the self-assembly of the polymer chains and the effective
interaction between block copolymers and PeNCs. For instance,
Zhou et al. prepared air- and water-stable stretchable MAPbBr3
PeNC composites in the polystyrene-block-poly(ethylene
butylene)-block-polystyrene (SEBS) matrix. The average PL life-
time of the composite varied from 368.3 ns to 599.8 nm before
and aer being submerged for 70 days in water. However, PL
intensity was signicantly increased to 225% aer 70 days of
immersion in water due to the oxidation of Pb atoms which
quenched excitons and created the platelet structures with
reduced surface defects.139 Similarly, Park and coworkers
Fig. 9 Scheme of the 3D perovskite patterns generated inside the glass
CsPbBr3 patterns after being stored in water for 30 days (modified with

This journal is © The Royal Society of Chemistry 2023
developed a moisture stable MAPbX3 NC lm by passivating
with polystyrene-block-poly(2-vinylpyridine).140 The poly(2-
vinylpyridine) chains effectively prohibited water molecules
from entering the MAPbBr3 NCs. PLQY of this PeNC lm
remained unaltered at high temperature (150 °C) and high RH
(70%) for 24 h. As demonstrated by Liu et al.,141 a colloidal
solution including MAPbBr3/SiO2 NCs passivated by starlike
trilobe poly(2-hydroxyethyl methacrylate)-gra-poly(acrylic
acid)-block-polystyrene (partially crosslinked) exhibited no
signicant change in the PL emission peak for 300 min in the
presence of 20% water. Further, Yang et al. reported that
MAPbBr3 QDs passivated by polystyrene-block-poly(ethyl oxide)
were stored in an aqueous solution for more than 7 months and
exhibited a slight PLQY decrease (from 43% to 33%) and a slight
red-shi (1 nm) of the PL emission.142 In another report, He
et al. fabricated a MAPbBr3/SiO2 NC thin lm, in which the NCs
were capped with polystyrene block copolymers, and showed
strong PL intensity aer 30 min in water.143 In another report,
Avugadda et al. developed the synthesis of PeNCs in the
capsules of polystyrene-block-poly(acrylic acid). The encapsu-
lated PeNCs retained the initial PLQY (60%) even aer being
dispersed in water for 2 years.144
4.5. Perovskite crystallization in a glass matrix

Encapsulation in glass has been one of the main approaches for
the passivation of implantable devices. The perovskite crystal-
lization inside a glass matrix can provide exceptional chemical
and physical stability.145 Laser-induced in situ crystallization has
been widely employed to produce highly stable 3D perovskite
patterns for advanced photonic applications. For instance,
Huang et al. used femtosecond laser irradiation and thermal
annulation to demonstrate reversible encryption by creating 3D
perovskite patterns and removing the patterns within the glass
matrix (Fig. 9).41 Here, the femtosecond laser provided an
extremely high power density which allowed formation of the
CsPbBr3 QDs deep inside the glass. By employing a computer-
matrix by using femtosecond laser irradiation and the digital image of
permission from ref. 41).
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controlled stage, this method also made it possible to print
complicated three-dimensional patterns. The size and lumi-
nescence intensity of the CsPbBr3 QDs could be tuned by
adjusting the laser exposure time, laser power density, and
moving speed of the sample stage. No discernible loss of PL
intensity was observed in ethanol and deionized water for 90
days. Similarly to this work, Dong et al. fabricated CsPb(Cl/Br)3
patterns within a borosilicate glass by using femtosecond laser
irradiation and subsequent low-temperature thermal treat-
ment.146 Femtosecond laser irradiation assisted localized
collapse of the glass matrix which enabled the atoms to migrate
into the glass and form crystal nuclei. The nuclei grew into
PeNCs during heat treatment at 400 °C. The laser-printed PeNC
patterns remained intact even aer a month of immersion in
deionized water.

5. Conclusion and outlook

The superior optoelectronic properties of the halide PeNCs
necessitate moisture stability for practical applications. We
have summarized the synthetic strategies to obtain water
stability without degrading their intrinsic optical properties.
Hydrocarbons such as polymers, ligands, or mesoporous
hydrophobic organic frameworks have been intensively
employed to achieve remarkable underwater stability. In Table
1, we have summarized recent progress in the synthesis of
water-stable PeNCs by employing different approaches.

Although the use of long-chain organic hydrocarbons or
mesoporous organic/inorganic frameworks drastically improves
the optical stability of PeNCs, optoelectronic or electronic
applications are difficult due to their insulating nature. Adopt-
ing an extremely thin organic/inorganic insulating layer that
allows electron tunneling but prevents water penetration, is
a promising research direction. Commercial products needed
a balance between water stability and optoelectronic perfor-
mance to explore optimal conditions for target applications. It
has been demonstrated that adding conductive conjugated
polymers147,148(such as PEDOT149 and P3HT150) increases
stability, passivates surfaces, and increases intrinsic conduc-
tivity. Future research can concentrate on the synthesis of
conducting polymer-coated perovskite NCs to enhance the
transport characteristics in the lms which is rarely explored.
Since the encapsulated PeNCs offer down-conversion of light
from LEDs, they may be used for conventional displays as
a color lter layer. To date, the majority of research studies
using the passivated PeNCs have been devoted to centimetre-
scale devices or simple-structured optical uses.151,152 Therefore,
future research might concentrate on creating large-area
devices that are stable over time even under extremely robust
conditions.

Other future aspects of the polymer/perovskite composite are
to study the precise mechanisms of how the polymer interacts
with PeNCs and how it depends upon the terminal functional
groups and the surface energy of the polymers. It is also
necessary to clarify how polymer chain packing and composi-
tion affect the water/oxygen transport as well as the overall
contribution of the polymers to the electrical band
J. Mater. Chem. A, 2023, 11, 6796–6813 | 6809
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structure.130,131 The production of PNC/polymer nano-
composites with improved characteristics and the comprehen-
sion of polymer–PNC interactions could benet from
computational modelling. Lead toxicity of perovskites is one of
the big concerns, so far SnII, SnIV, SbIII, BiIII, PdIV, CuII, InIII, and
AgI have been used to replace the Pb-counter part.153 Nonethe-
less, polymer composites with lead-free perovskite nano-
structures are still in the beginning stage and need more
attention. Another, upcoming hot topic is polymer-directed or
guided self-assembly of PeNCs to improve their optical and
electrical properties along with desired stability in water. Using
self-assembly techniques, the morphology of the perovskites
may be ne-tuned.154
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R. Schlatmann, M. Topič, L. Korte, A. Abate,
B. Stannowski, D. Neher, M. Stolterfoht, T. Unold,
V. Getautis and S. Albrecht, Science, 1979, 2020(370),
1300–1309.

11 J. M. Luther, A. Swarnkar, A. R. Marshall and
E. M. Sanehira, US Pat., US010273403B2, 2019.
6810 | J. Mater. Chem. A, 2023, 11, 6796–6813
12 Y. Liu, Y. Dong, T. Zhu, D. Ma, A. Proppe, B. Chen, C. Zheng,
Y. Hou, S. Lee, B. Sun, E. H. Jung, F. Yuan, Y. Wang,
L. K. Sagar, S. Hoogland, F. P. Garćıa de Arquer,
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