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Using inelastic neutron scattering and X-ray diffraction measurements, together with ab initio and machine-
learning molecular dynamics simulations, we bring out the distinct nature of anharmonicity in the phonon
spectra of MoSe, and WSe, relevant to thermal transport and thermal expansion behaviour. We show that
the perturbation method, including 4"-order force constants, is insufficient to capture the temperature-
dependent explicit anharmonicity. The Green—Kubo method captures the explicit anharmonicity and
reproduces the thermal conductivity (k) with high fidelity. Our mode-resolved calculation reveals that
the major contribution (~90%) to « is attributed to a small explicit anharmonicity of low-energy
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Introduction

Low dimensional materials such as transition-metal dichal-
cogenides (TMDCs) are known to exhibit interesting elec-
tronic, optical and thermodynamic properties and are
promising materials for applications across thermoelectrics,
transistors, optoelectronics, topological materials, solid
lubrication, electrode materials for Mg and Zn batteries,
energy storage and photovoltaic devices.'™* Many TMDCs,
such as WSe,, WS,, MoSe, and MoS,, are considered prom-
ising candidates for thermoelectric applications, and
comprehensive studies have investigated their electronic,
optical and transport properties.”*'”'® In particular, WSe, has
been found to exhibit ultralow thermal conductivity in single-
layer form." These 2D materials are also promising candidates
for flexible electronic devices and nano-electromechanical
systems due to their ultralow weight, flexibility and high
tensile strength.”®2°-

Limited experimental and theoretical studies exist on the
thermal conductivity of TMDCs, and they show discrepancies
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causing the large thermal expansion of the material.

between different measurements and simulations.'®*?¢ P,
Jiang et al. measured the anisotropic thermal conductivity of
MX, (M = Mo, W and X = S, Se) using the time-domain ther-
moreflectance technique, from which they obtained in-plane
(out-of-plane) conductivities ~35 Wm ™" K" (2.5 Wm ™' K )
and 40 W m™" K" (22 W m~' K™'), in MoSe, and WSe,,
respectively, at room temperature.*® S. Kumar et al. used first-
principles calculations and found that the three lowest optical
modes for bulk MoSe, and WSe, contribute to the lattice
thermal conductivity almost as much as the acoustic modes.*
The authors reported in-plane (out-of-plane) thermal conduc-
tivity values at a room temperature of ~57 W m ' K * (~6 W
m 'K ") and ~48 Wm ™' K' (~6 Wm~" K™ "), for MoSe, and
WSe,, respectively.’ Another theoretical investigation of
thermal conductivity by Lindroth et al. on WSe, and MoSe,
found in-plane and out-of-plane conductivities ~33 Wm™ ' K"
and 4 W m™ ' K, respectively, for both compounds.?* These
calculations were performed with boundary scattering contri-
bution considering a sample size of ~1 um. There are many
other TMDCs, for which thermal conductivity measurements
and simulations show significant variance in their values.>*?*3°
Hence, a comprehensive theoretical study exploring different
techniques is informative to clarify the underlying physics of
the thermal conductivity in these TMDCs and the possible
source of error/variance.

Besides the specifics of TMDCs, a microscopic under-
standing of thermal properties is generally important to design
materials for applications. The anharmonic characteristics of
phonons are crucial in both thermal transport and thermal
expansion behaviour.****> For instance, Griineisen parameters,

This journal is © The Royal Society of Chemistry 2023
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which estimate phonon energy shifts due to anharmonicity
upon expanding volume, are needed to account for thermal
expansivity, while the phonon lifetimes, reflecting anharmonic
phonon interactions control thermal conductivity.*® Hence,
predicting these quantities accurately and rationalizing their
microscopic origins can help design materials with tailored
properties. Several methods are widely used to compute the
lattice thermal conductivity of solids: solving the phonon
Boltzmann transport equation (BTE) within perturbation
theory,*° computing the heat-flux auto-correlation function
with equilibrium molecular dynamics,* or computing the
thermal gradient or heat flow using non-equilibrium molecular
dynamics,*®**® homogeneous non-equilibrium molecular
dynamics,*"** atomic green function methods,**** etc. While the
perturbation and Green-Kubo methods are among the most
popular approaches, all these techniques have certain limita-
tions and advantages.

The lowest-order perturbation theory of the linearized
phonon BTE uses the second and third-order force-constants
computed around an equilibrium configuration (at T = 0 K)
and treats finite temperatures by considering the respective
phonon occupation numbers. An extension of this method
consists in using renormalized second and third-order force-
constants at finite temperature, as obtained from ab initio
molecular dynamics (AIMD) simulations, which can extend
accuracy to a broader temperature range. However, even at low-
T, these methods do not perform well for strongly anharmonic
solids where high-order interactions are sizeable. Classical
molecular dynamics simulations intrinsically capture all orders
of anharmonicity in the interatomic potential, but do not
capture the quantum effect at low temperatures. Hence, this
approach tends to work best in moderate and high-temperature
regimes.

In this manuscript, we calculated the thermal conductivity
of MoSe, and WSe, by different techniques. We find that the
perturbation methods are not satisfactory, and the machine-
learning molecular dynamics (MLMD) simulations quantita-
tively well capture the higher-order anharmonicity. In addi-
tion, we measured the temperature dependence of the phonon
density of states (DOS) from 313 K to 1098 K using inelastic
neutron scattering (INS), which is used to benchmark our
simulations and assess the strength of the anharmonicity.
Furthermore, we also measured the thermal expansion by X-
ray diffraction (XRD) and calculated the same within the
quasi-harmonic approximation (QHA). By combining the
experiments and simulations, we found that the contribution
of the low-energy (low-E) phonons dominates the heat trans-
port as well as the thermal expansion. These low-E phonons
show the right magnitude of the phonon lifetimes and the
Gruneisen parameters, which quantitatively reproduce the
experimental thermal properties. The details about the
sample synthesis, INS and XRD measurements, and state-of-
the-art computational techniques of the temperature-
dependent effective potential (TDEP) and MLMD are given in
the ESL 1%
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Experimental

A polycrystalline MoSe, sample has been prepared from a stoi-
chiometric ratio of high purity Mo (in powder form) and Se in
small shots. To start with, the Mo powders and selenium shots
were thoroughly ground in an agate mortar. The mixed powders
were then cold-pressed into pellets. The pellets were then sealed
under 10~® mbar vacuum in a quartz ampoule. The quartz
ampoule was then loaded into a resistive heating box-type
furnace. The temperature of the furnace was gradually raised
at a rate of 15 °C h™* up to 900 °C and kept at this temperature
for about 48 h. Then, the furnace was cooled at a rate of about
20 °C h™! down to room temperature. We purchased the WSe,
polycrystalline sample from Sigma Aldrich. Powder XRD was
performed to characterize the samples and their phase purity.
Temperature-dependent X-ray diffraction studies were carried
out using an 18 kW rotating Cu anode-based powder diffrac-
tometer operating in the Bragg-Brentano focusing geometry
with a curved crystal monochromator. Data were collected in
the continuous scan mode at a scan speed of 1° per minute and
step interval of 0.02°.

The inelastic neutron scattering measurements were
carried out using a high-flux time-of-flight (IN4C) spectrometer
at the Institut Laue Langevin (ILL), France, covering a wide
range of scattering angles from 10° to 110°. Thermal neutrons
of wavelength 2.4 A (14.2 meV) were used for the measure-
ments. The orientation-averaged scattering function, S(Q,E),
was measured in the neutron energy gain mode with
momentum transfer, Q, extending up to 7 A~'. The poly-
crystalline samples were loaded into a cylindrical niobium
sample holder and mounted in a furnace. INS data were
collected with samples heated to 313 K, 498 K, 673 K and 898 K.
The neutron-weighted phonon DOS, g”(E) was extracted from
the measured S(Q, E) using the incoherent one-phonon
approximation as follows:

., e2W(Q) E
g (E) =4 QZ 1 1S(Q:E) (1)

where A is a normalization constant and 2W/(Q) is the Debye-
Waller factor. The multiphonon contribution at each tempera-
ture was calculated using the Sjolander** formalism and
subtracted.

In simulations, one can also compute g"(E) from the
calculated partial phonon DOS, gi(E), as follows:

¢(F) = B;{““” kz}gkw) )

my

where B is a normalization constant, my, b; and gi(E) are the
mass, neutron scattering length and partial phonon DOS of the

‘I'Cbkz

4
k™ type of atom, respectively. The weighting factors forw,

my
Mo, and Se are 0.025, 0.060, and 0.105 in units of barns per
amu, respectively. The neutron scattering lengths for various
atoms can be found in ref. 47.
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Computational details
Ab initio molecular dynamics

Ab initio molecular dynamics simulations were performed
within the density functional theory (DFT) framework imple-
mented in the Vienna Ab initio Simulation Package (VASP).***
The simulations wused the projector-augmented wave
formalism® and the generalized gradient approximation
exchange-correlation functional parameterization by Perdew,
Burke, and Ernzerhof.***> The DFT-D3 method with the Becke-
Johnson damping function was used to account for the van der
Waals dispersive interactions between WSe,/MoSe, layers
along the c-axis.*®** Under ambient conditions, WSe, and
MoSe, crystallize in a hexagonal structure (space group no.
194, P6;/mmc) that contains six atoms in the unit-cell (2 metal
atoms and 4 Se) (Fig. S11*°). A4 x 4 x 1 supercell (96 atoms)
was used for AIMD simulations. For DFT calculations, we used
a2 x 2 x 2 k-point mesh generated using the Monkhorst-
Pack method® and a plane-wave energy cut-off of 800 eV.
Before AIMD simulations, we fully relaxed the crystal structure
with an energy and Hellmann-Feynman force convergence
thresholds of 107 eV and 10™° eV A™", respectively, and ob-
tained the optimized lattice constants @ and ¢ shown in Table
S$1.1% The total energy convergence criteria were set to 10 ° eV.
The simulations were performed from 100 K to 1000 K in
intervals of 100 K within the NVT framework, and the
temperatures were controlled using a Nose-Hoover thermo-
stat.>® All the simulations were run for 10-15 ps with a time
step of 2 fs.

Machine learning molecular dynamics (MLMD)

The DEEP-MD code was used to generate a machine-learning
surrogate force field based on a neural network representa-
tion.>® Subsequent MLMD simulations were performed with
this DEEP-MD potential using LAMMPS.*” The generated force
field was tested against several quantities also computed from
AIMD (see Fig. S21*°). The phonon spectral energy density (SED)
was computed based on MLMD on a 20 x 20 x 10 supercell (24
000 atoms) up to 100 ps, which provides a Q- and E-resolution of
0.05 rlu and 0.05 meV, respectively.

Lattice thermal conductivity from MLMD

To compute the thermal conductivity within the Green-Kubo
formalism, we performed MLMD simulations on a 24 x 24 X 5
supercell (17 280) up to 2 ns with 1 fs time steps at 100 K, 300 K,
500 K and 700 K for both WSe, and MoSe,. The heat-flux vector,

J(¢) is given by:

J(t) = Zvie,- + %U;/r,j (Fy-v:) (3)
where &; and v; are the energy and velocity of the i particle and
Fj is the force between the i and /™ atoms. The first and
second terms in eqn (3) represent the convection and conduc-
tion terms of heat flux, respectively. Convection results from the
mass transport of mobile (diffusive) species, while the second

term describes the energy exchange due to interatomic

21866 | J. Mater. Chem. A, 2023, 11, 21864-21873

View Article Online

Paper

interactions, e.g., lattice vibrations in crystalline solids. In non-
diffusive solids, the convection term is insignificant. The total
lattice thermal conductivity tensor (k') was calculated using the
Green-Kubo formalism,* within which it is expressed as a time
integral of the heat current autocorrelation function. In this
approach, the lattice thermal conductivity tensor element
ki (uy = x,y,2) is given by:

rt
uv 1

K = kBT—zV ' 0<JM(O)JL,(Z)>dZ (4)

where J,(¢) is the heat-flux component along the u direction at
time ¢.

Lattice thermal conductivity simulation from perturbation
theory

The lattice thermal conductivity (k) using the perturbation
method was calculated using 2™, 3™ and 4™ order force
constants using ShengBTE. These force-constants were evalu-
ated at 0 K. To investigate the effect of temperature on force-
constants and subsequently on «;, we have computed «; using
2" and 3™-order renormalized force constants (FCs) at 300 K
implemented in TDEP.?*>°
The thermal conductivity, ; is expressed as:

1
K1 = g;cmv&’}?‘[/\ [5)

where C,, v, and 1, are the heat capacity, group velocity, and
lifetime, which correspond to a specific phonon mode 4,
respectively. A consists of q and j, which are the phonon wave
vector and branch number.

The C,, and v, can be determined from harmonic phonons,
while 7, can be determined by calculating the phonon scat-
tering rate due to three or higher order phonon-phonon
scattering as well as from other scattering processes. Here, we
only consider the phonon-phonon scattering. The harmonic
interatomic force constants (IFCs) are calculated using a 4 x 4
x 1 supercell and a 2 x 2 x 2 Monkhorst-Pack grid within
a finite displacement scheme, as implemented in the open-
source software package Phonopy.*® The third and fourth-
order IFCs were calculated through third order and fourth
order packages of ShengBTE, considering up to the third-
nearest neighbours. The same supercell size and k-point
mesh were used to calculate the third and fourth IFCs by the
finite difference method. With these IFCs, the phonon
frequencies and velocities are then obtained by diagonalizing
the dynamical matrix, and the three-phonon scattering rates
are calculated from the iterative solution of the BTE, while
four-phonon scatterings were calculated within the relaxation
time approximation. The thermal conductivity is solved on a 24
x 24 x 5 g-mesh, sufficient to integrate the BZ (Fig. S31*°). The
expressions for all involved scattering rates are described in
ref. 34 and 36.

Spectral energy density (SED)

The phonon SED at wavevector g and energy E were obtained
from MLMD trajectories using the following formalism:**

This journal is © The Royal Society of Chemistry 2023
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where N is the number of unit cells in a supercell (N =N; X N,
X Nj3), and summation index « runs over Cartesian x, y, and z;
index k runs over the number of particles in the unit cell. 7, and

[ n . s .
r ( k) are the mass of the k™ atom and its equilibrium position

—
in the n™™ unit cell, and i, (Z ; t> is the velocity of the k™ atom

in the n'™ unit cell at time ¢.

Results and discussion

X-ray diffraction, inelastic neutron scattering and phonon
dynamics
We have performed the temperature-dependent X-ray diffrac-
tion measurements on polycrystalline samples of MoSe, and
WSe,, from 20 K to 280 K, as shown in Fig. 1. There are no
impurity peaks in the XRD pattern, confirming the single-phase
nature of the sample. The XRD peaks are indexed as per the data
reported in Powder Diffraction File ICDD JCPDS-PDF 04-004-
8782 and 00-038-1388 for hexagonal (space group P6;/mimc)
MoSe, and WSe,, respectively.

The INS measurements were carried out at five temperatures:
313 K, 498 K, 673 K, 898 K, and 1098 K (Fig. 2 and S41*). The
phonon spectra of MoSe, and WSe, extend up to 45 and 40 meV,

Low temperature X-ray diffraction of MoSe, and WSe
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respectively. The temperature-dependent spectra show several
peaks at around 5, 14, 16, 19, 22, 26, and 36 meV in MoSe, and
5, 13, 15, 24, 27 and 32 meV in WSe,. From our partial DOS
calculations, we found that the entire spectral range (0-45 meV)
is contributed by both Mo/W and Se dynamics. Interestingly,
even at 1098 K, the low-E (<10 meV) phonon spectra do not show
any significant change, while above 10 meV, the phonon peaks
clearly soften. The low-E portion of the spectra is largely
attributed to phonons from acoustic branches and the three
lowest optical branches. The softening and broadening of
phonon modes are attributed to lattice expansion (implicit
anharmonicity) and phonon-phonon interactions (explicit
anharmonicity). The implicit anharmonic shifts largely
contribute to the thermal expansion, while the explicit anhar-
monicity dominates thermal transport. Hence, we have
computed both anharmonic components in the entire BZ to
identify the modes relevant to thermal expansion and lattice
thermal conductivity.

We performed NVT-MLMD simulation to explicitly probe the
temperature evolution of the neutron-weighted phonon spectra
(Fig. 2(b) and (e)). We observe that the simulated low-E modes
do not show significant change with temperature, while the
high energy modes slightly soften at elevated temperatures as
experimentally observed, although less in magnitude than in
the measured spectra. The AIMD simulated phonon DOS as
a function of temperatures are also shown in Fig. S7.7

To further probe the temperature behaviour of low-E modes,
we plot the measured Q-integrated dynamical structure factor,
S(E) (1.0 A™* < Q < 4.0 A7) in Fig. 2(c) and (f). This plot clearly
shows that the modes barely shift upon warming but visibly
broaden. We expect the explicit anharmonicity due to the

|
NN &

|

10 20 30 40 50 60
20 (degree)

b

Fig.1 The temperature dependence of XRD patterns of MoSe, (ICDD JCPDS-PDF 04-004-8782) and WSe, (ICDD JCPDS-PDF 00-038-1388).
All the peaks are indexed using hexagonal symmetry with space group P6s/mmc.
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Fig. 2 (a and d) Temperature dependence of the measured neutron-weighted PDOS g(E) of MoSe, and WSe,; (b and €) MLMD simulations of
g"™(E) of MoSe, and WSe,; (c and f) the low-energy part of S(E) spectra of MoSe, and WSe, measured with INS, with the simulated S(E) shown in

the inset.

phonon-phonon interactions and increased phonon ampli-
tudes and the implicit anharmonicity due to the volume

changes. Our detailed calculations show that the negligible these modes.
shift of the low-E modes occurs due to a cancellation of the

100K

MoSe,-MLMD

r A

MoSe,-MLMD

r A

WSe,-TDEP

500K WSe,-MLMD

hardening due to the fourth and higher order explicit anhar-
monicity and the softening due to the implicit anharmonicity of

10°
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Fig. 3 (Top panel) The TDEP-calculated phonon SED (including up to third-order anharmonicity) at 100 K and 500 K of MoSe, and WSe,.
(Bottom-panel) The MLMD-calculated phonon SED (including all orders of anharmonicity) at 100 K and 500 K of MoSe, and WSe,. The red
markers in WSe, SED are the phonon energies measured at 300 K by Cai et al.®°

21868 | J Mater. Chem. A, 2023, N, 21864-21873

This journal is © The Royal Society of Chemistry 2023


https://doi.org/10.1039/d3ta03830k

Published on 19 September 2023. Downloaded on 12/9/2025 5:31:59 PM.

Paper

To investigate the effect of third-order and higher-order
anharmonicity on phonon spectra, we computed the phonon
spectral energy density (SED) along various high-symmetry
directions in the Brillouin zone (BZ) using two different
approaches. The first approach is based on the TDEP method,
which computes the phonon SED using third-order force-
constants only (referred to here as TDEP-SED), and the second
approach is based on molecular dynamics trajectories (NVT-
MLMD)* and referred to here as MLMD-SED. The latter
approach includes third and higher-order anharmonicity to
phonon SED. Hence, comparing the phonon SED from the two
methods helps us identify the region in the BZ dominated by
fourth or higher-order anharmonicity. In Fig. 3, we plot TDEP-
SED and MLMD-SED at 100 K and 500 K. TDEP-SED at 100 K
shows sharp features in intensity profiles and does not change
significantly at 500 K in both compounds. However, while
MLMD-SED also shows sharp phonon peaks at 100 K, these
become significantly broader at 500 K, making MLMD-SED look
more diffuse compared to TDEP-SED.

Lattice thermal conductivity and anharmonic phonons

In the harmonic picture of lattice dynamics, the phonons are
non-interacting and infinitely long-lived quasiparticles and
hence the infinite lattice thermal conductivity. However,
phonons in real systems get scattered by other phonons
(intrinsic scattering processes), leading to a finite lifetime of

(a)

View Article Online
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phonons. Crystal defects and a finite sample size further reduce
the phonon lifetimes, and the shortened mean free paths limit
the phononic thermal conductivity (extrinsic scattering
processes). In ideal single-crystals, the finite lattice thermal
conductivity results from intrinsic phonon scattering processes,
namely Umklapp and normal processes. Generally, normal
processes do not directly contribute to the thermal resistance.
Umbklapp processes are the leading phonon scattering processes
in heat conduction at high temperatures. Furthermore,
intrinsic phonon scattering processes may involve three or
more phonons. Three-phonon scattering processes include two
phonons annihilating and creating a new phonon or one
phonon splitting into two phonons. This is generally the
dominant scattering channel in crystalline materials and leads
to a 1/T dependence of ;. However, some materials such as BAs,
perovskites, Heusler alloys and others®*” show limited scat-
tering space for three-phonon processes and significantly
higher scattering phase space for four-phonon processes, and
as a result do not exhibit the typical 1/T dependence of «;, with
a lower conductivity than three-phonon processes alone.

From INS measurements and MLMD simulations, we find
that the phonons in both compounds do not change signifi-
cantly at elevated temperatures; hence phase space and group
velocity would not show any significant change. However,
phonons substantially broaden on heating, corresponding to
decreased lifetimes. The temperature dependence of thermal

10° E shengBTE-3ph MoSe 1
; shen:BTE-3p+4ph 300 |(2 MoSe, —e— Kg=d=*" MoSe, —* icheng =R
10-1 - TDEP-3ph : Kf;}eng—3+4ph 100+ = K?heng—3+4ph
a ] K[DEP = 3ph —o— KIDEP=3ph
Ig 10_2; KEPt N | —e— KEWt
T 50 b
1073 |
104 e 0 — I e 0o ® 5% pecas 2.
0 10 20 30 40 50 0 250 500 750 1000 0 250 500 750 1000
E (meV) T (K) T (K)
100~ (b) () (")
E en . WS eng — 3 b eng —
3 ::en::::;ir;ph 30062K 3004 | WSex —— Ky <9 =" WSe, —e— KZMeno-3en
10_1 = TDEP-3ph = Kf;:eng—supn 100 - = Kﬁheng~3 +4ph
: E il =2 KI)?EP_BP" —— K;'DEP—Bph
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= ! LI
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Fig. 4 (a and b) Calculated mode-resolved phonon scattering rates on a (24 x 24 x 7) g-point grid in the BZ in MoSe, and WSe; at 300 K using
3-phonon scattering, calculated from 2" and 3-order force-constants at 0 K (ShengBTE-3ph), and renormalized 2"¢ and 3"-order force-
constants at 300 K (TDEP-3ph). The scattering rates are also calculated using 3- and 4-phonon scattering processes using 0 K 3™ and 4™ order
force-constants (ShengBTE 3ph + 4ph). (c and d) The calculated in-plane lattice thermal conductivity (x,,) and (e and f) out-of-plane lattice
thermal conductivity (x,), using 3-phonon scattering from ShengBTE-3ph, TDEP-3ph and ShengBTE 3ph + 4ph methods and the Green—Kubo
method based on equilibrium molecular dynamics simulation, includes all orders of anharmonicity. The calculated quantities are compared with
available experimental measurements.2® The numerical values of thermal conductivity from different methods (contribution of 4" and higher

order interactions) are given in Table S3.1
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conductivity in these compounds is therefore primarily gov-
erned by phonon lifetimes. We first calculated the lattice
thermal conductivity using third-order force constants at 0 K
using ShengBTE (k*"*"¢%). In this approach, the phonon lifetime
is only contributed by three-phonon scattering processes. In
Fig. 4(a), (b) and S5,T we have shown the three-phonon scat-
tering rates, life times and group velocities of MoSe, and WSe,
at 300 K. The lattice thermal conductivity of MoSe, and WSe,
was measured by Puqing Jiang et al>® using a time-domain
thermoreflectance approach and found large anisotropy
between the in-plane and out-of-plane lattice thermal conduc-
tivity. In Fig. 4(c)-(f), we have shown the calculated thermal
conductivity from three-phonon processes in the ab-plane and
along the c-axis and also shown the experimental values.”
However, three-phonon scattering has shown a significant
overestimation of thermal conductivity compared to experi-
mental values (k**?"). Including the four-phonon scattering rates
improves this discrepancy, and we examined their impact on
the thermal conductivity and phonon lifetimes using ShengBTE
(kS"°"8%). Here also, the fourth-order force constants were eval-
uated at 0 K. We found that four-phonon scattering resistance
significantly reduces the thermal conductivities and phonon
lifetimes but is still overestimated compared to experimental
values (Fig. 4). This suggests that either higher-order processes
dominate and/or that the third and fourth-order force constants
at 0 K are insufficient. To further probe these aspects, we also
used the renormalized second and third-order force constants
to compute the thermal conductivity at respective temperatures
using TDEP (k™ "F). Surprisingly, we find that the k""" at low-T

(a)

View Article Online
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shows lower thermal conductivity values than «5"*"$%; however,
they are nearly the same at higher temperatures (Fig. 4). This
indicates that the 0 K anharmonic force constants cannot
explain the measured thermal conductivity, and one also needs
to consider the temperature dependence of higher-order force-
constants. However, it is currently not feasible to evaluate the
temperature dependence of fourth-order force constants and
their effect on thermal conductivity due to TDEP limitations.

To further analyze the full impact of anharmonicity on «, we
performed MLMD simulations and evaluated the thermal
conductivity within the Green-Kubo formalism, «°¥. Strikingly,
the k°* from MLMD reproduces the measured in-plane thermal
conductivity (k™) very well and over a wide range of tempera-
tures. However, the out-of-plane component (k§***) is somewhat
overestimated. It is important to note that these TMDCs have
a weak interplanar interaction and are governed by van der
Waals forces. In the DFT framework, precisely capturing the van
der Waals interactions is difficult and may lead to an over-
estimated thermal conductivity along the c-axis. Hence, the
extensive simulation based on the perturbation method and
MLMD Green-Kubo approach indicates that the importance of
the temperature effect on higher-order force-constants is crit-
ical in understanding and predicting the thermal conductivity.
To determine which phonon modes are most critical in heat
transport in the ab-plane and along the c-axis, we computed the
mode-resolved in-plane and out-of-plane lattice thermal
conductivity as a function of phonon energy at 300 K (Fig. 5).
Interestingly, more than 90% of lattice thermal conductivity is
attributed to modes below 20 meV. By comparing the different

(c) (e)

+d  MoSe ShengBTE 3ph : MoSe ShengBTE 3ph 8 Mod
R engBTE 3p 2 engBTE 3p i
102 -3gs ? ShengBTE 3+4ph 1024 : ShengBTE 3+4ph - MoSey " B; ;,:Irs:ge
~ 2 TDEP 3ph ™ TDEP 3ph 6 =
¥ Q .‘Jg'
£ 10°4 £ 1004 ST 74 e I
§ E E4~ it §1o jv" R
= fa? 0 — v
R~ 102 N> 1072 g i : K,,_..,.E.Xﬁt.
= ; 2 g 0 200 400 600
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Fig.5 (aandb) The calculated in-plane (k,,) and (c and d) out-of-plane (k) lattice thermal conductivity contributed from individual modes in the
BZ (on a 24 x 24 x 5 grid) in MoSe, and WSe; using (i) 3-phonon processes (lowest order perturbation method) at 0 K (Sheng-BTE 3ph), (ii) 3 and
4 phonon processes at 0 K (Sheng-BTE 3 + 4ph) and (iii) 3-phonon processes with a renormalized force constant at 300 K (TDEP 3ph). (e and f)
The calculated mode Grlneisen parameters in MoSe, and WSe, using pressure dependence of phonon frequencies; the inset shows the
fractional change in volume with temperature calculated within the QHA and compared with our X-ray measurements.
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methods, it appears that the higher-order scattering processes
and temperature-renormalised force constants are critical for
precisely evaluating these low-E phonon lifetimes and, hence,
the thermal conductivity of TMDCs. The effect of higher-
ordered scattering processes and their temperature depen-
dence was also observed in strongly anharmonic superionics
and 2-d materials, including WS, and graphene, where the
impact of higher-order anharmonicity on thermal conductivity
is found to be significant.”*”®

Lattice thermal expansion behaviour and phonon
anharmonicity

Thermal expansion is also associated with anharmonicity on the
potential energy surface. By knowing the phonon frequency shifts
with temperature and volume, one can estimate how the material
would behave at a given temperature. The phonon frequency
shifts due to changes in the vibrational amplitudes with temper-
ature are usually much smaller than the frequency shifts due to
the change in volume with temperature.® We have calculated the
phonon frequencies at different volumes using lattice dynamics
within the quasi-harmonic approximation (QHA).

In the quasi-harmonic approximation, the volume thermal
expansion coefficient*” of a crystalline material is given by the
vV dE; ,
% av is
the mode Griineisen parameter, which is a measure of the
pressure response of the phonon energy to determine the
nature of the expansion behaviour. For instance, the phonon
modes with negative values of I" tend to contract the lattice,
while the positive ones would expand the lattice. Cy(T) is the
specific heat contribution of the i phonon mode (of energy E;)
at temperature T, while B and V stand for the bulk modulus and
volume of the compound, respectively. The calculated elastic
constants and bulk modulus are given in Table S2.1** The
pressure dependence of the phonon spectra within QHA has
been calculated in the entire Brillouin zone to allow for the
calculation of the energy dependence of the Griineisen param-
eter I'(E) and further processed to obtain the thermal expansion
coefficient ay (7).

The volume dependence of the phonon spectra within the
QHA has been calculated in the entire Brillouin zone to allow for
the calculation of the mode-wise Griineisen parameter I'(g;,E)
(Fig. 4(e) and (f)) and to obtain the thermal expansion coeffi-
cient ay(T). We have calculated the mode-wise thermal expan-
sion contribution on a 20 x 20 x 10 g-point grid in the BZ at
300 K, as shown in Fig. S6.7*° It is evident that the most
significant contribution to thermal expansion comes from low-E
modes. We have performed temperature-dependent X-ray
diffraction measurements on MoSe, and WSe, from 50 K to
300 K. The temperature dependence of fractional change in
volume with respect to 50 K is shown in Fig. 5(e) and (f), which
exhibits positive expansion. The large implicit anharmonicity of
the low-E modes leads to large thermal expansion. It is inter-
esting to note that the same low-E modes exhibit rather small
explicit anharmonicity and contribute most to thermal
conductivity.

. . 1
following relation: ay = B—VZ:FZ-CW(T). Here, I'; = —

This journal is © The Royal Society of Chemistry 2023
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Conclusions

We combined inelastic neutron scattering measurements and
ab initio and machine-learning molecular dynamics simula-
tions to unravel the phonon anharmonicity and their role in
thermal transport and thermal expansion in MoSe, and WSe,.
We find that low-energy phonons play a crucial role in deter-
mining both the thermal-expansion behaviour and heat trans-
port in these materials. Conventional perturbation methods are
insufficient to capture the temperature-dependent anharmo-
nicity of these phonon modes, particularly the low-E modes in
strongly anharmonic systems. Machine-learning molecular
dynamics simulations pave the way to completely treat the
anharmonicity of phonons by performing temperature-
dependent large-scale molecular dynamics simulations. These
results establish the importance of anharmonic low-energy
modes in TMDCs, which drive the thermal and transport
properties.
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