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Covalent organic frameworks (COFs) are crystalline porous organic

polymers that have recently emerged as promising electrodematerials

for rechargeable batteries. Herein, we present an approach to improve

the electrochemical performance of an anthraquinone-based COF

(DAAQ-TFP-COF) cathode material in metal anode (Li, Mg) based

batteries through proper selection of the electrolyte and binder. Our

results show that the combination of lithium bis(tri-

fluoromethanesulfonyl)imide (LiTFSI) in tetraethylene glycol dimethyl

ether (TEGDME) as electrolyte and poly(tetrafluoroethylene) (PTFE) as

binder led to the best electrochemical performance with high uti-

lisation efficiency of the redox sites and specific capacities close to the

theoretical value. Using such electrolyte and binder, cyclable

symmetric cells consisting of two DAAQ-TFP-COF organic electrodes

exemplify 79% capacity retention after 2000 cycles at a high current

density of 500 mA h g−1. The high reversibility and stability of the COF

electrode material upon cycling were confirmed by ex situ IR spec-

troscopy. In addition, DAAQ-TFP-COF was explored as a cathode in

magnesium cells using two different Mg electrolytes; one based on

MgCl2 and one containing weakly coordinating anions. Electro-

chemical characterisation reveals significant differences in the

performance of COF in terms of achievable capacities and voltage

profiles, pointing towards hindered transport. Our findings demon-

strate that the appropriate choice of electrolyte and binder is crucial to

maximise the performance of COF-based materials in different post-

lithium-ion metal anode batteries.
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Introduction

Lithium-ion batteries (LIBs) are among the most promising
devices for electrochemical energy storage from renewable
sources and for the development of long-range electric vehi-
cles.1,2 However, the increasing demand for some critical raw
materials used in LIBs (e.g., lithium, cobalt, nickel) may pose
supply risks in the near future3 and raise relevant environ-
mental concerns.4 Electroactive organic materials have attrac-
ted much interest as an alternative to inorganic electrodes
because they are based on abundant elements (e.g., carbon,
oxygen, sulphur, nitrogen), are environmentally friendly, may
have high theoretical capacities and their electrochemical
performance can be nely modulated by chemical design.4–9

However, organic electrodes based on small molecules gener-
ally suffer from high solubility in electrolyte, resulting in fast
capacity fading. A successful strategy to overcome the solubility
problem is the polymerisation of redox-active building blocks to
improve the cycling stability and insolubility in electrolyte.10–12

Covalent organic frameworks (COFs) are crystalline porous
polymers based on organic building blocks linked by strong
covalent bonds.13,14 Electroactive COFs15 have recently emerged
as promising electrode materials due to their insolubility in
electrolyte, high chemical and structural versatility, tuneable
porosity, and the possibility to introduce numerous redox-active
centres in a controlled manner.16–21 However, some challenges
such as the relatively low electronic conductivity22 or sluggish
ion diffusion in bulk COFs23 still need to be addressed to
increase their practical capacity. In many cases, COFs have been
mixed with conductive carbon substrates (carbon
nanotubes,24–28 graphene,29 conductive polymers,30 etc.) to
increase the electronic conductivity of the composite electrode,
but this may reduce the overall energy density of the battery.31

Another recent strategy to increase the practical capacity of the
active material is the exfoliation of bulk COFs into few-layer
nanosheets to maximise the utilisation efficiency of the redox-
active sites.23,32 Nevertheless, the yield for the synthesis of few-
layer COFs nanosheets is usually very low, which might be an
J. Mater. Chem. A, 2023, 11, 21553–21560 | 21553
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insurmountable challenge going toward practical
applications.16

Much less attention has been invested into studying the
inuence of the electrolyte and binder on the performance of
COF-based batteries and no systematic correlation analysis has
been reported to date. It is worth noting that the nature of the
electrolyte can have a major impact on the performance of
organic batteries.33 On the other hand, although polyvinylidene
uoride (PVdF) is widely used as a binder with inorganic elec-
trode materials, it can have a weaker affinity for organic elec-
trode materials,34,35 and raises serious environmental concerns
due to the use of N-methyl-2-pyrrolidinone (NMP) as a solvent.36

Among alternative rechargeable battery technologies,
magnesium batteries have attracted a lot of interest because Mg
is an earth-abundant element, inexpensive, safe under ambient
atmosphere, and has a high volumetric capacity.37 However,
Mg2+ insertion in most cathode materials (especially in the
inorganic ones) presents several problems because of the strong
electrostatic interaction between the divalent cations and the
host materials, difficult desolvation and slow Mg2+ diffu-
sion.38,39 Organic materials have been proposed as a versatile
and environmentally friendly alternative cathodes that can
improve the kinetics and cycling stability in Mg batteries.40,41 In
this sense, COFs have been scarcely investigated as electrodes
for Mg batteries and, although they are very promising, only
a few examples have been reported very recently.42–44

Herein, we report a comprehensive study of the inuence of
the electrolyte and binder on the performance of COF-based
batteries. A redox-active anthraquinone-based COF (DAAQ-
TFP-COF) (Scheme 1) was evaluated in four different Li elec-
trolytes with two different binders. The combination of lithium
bis(triuoromethanesulfonyl)imide (LiTFSI) in tetraethylene
glycol dimethyl ether (TEGDME) as the electrolyte and poly(-
tetrauoroethylene) (PTFE) as the binder resulted in specic
capacities close to the theoretical value with high capacity
retention. It is worth noting that the bulk COF was not sub-
jected to any processing. Ex situ infrared spectroscopy
conrmed the highly reversible reduction of the anthraquinone
electroactive moieties. Building on the efficient material
Scheme 1 Chemical structure of DAAQ-TFP-COF.

21554 | J. Mater. Chem. A, 2023, 11, 21553–21560
utilisation seen in lithium-based electrolytes, DAAQ-TFP COF
was also explored as cathode in magnesium batteries. Our
results show that in addition to the proper design and pro-
cessing of the COF as an active material, the choice of the
electrolyte and binder can be critical to the performance of COF-
based metal anode batteries.

Results and discussion

First, a detailed analysis of the electrolytes, binders and elec-
trode composition used in reported COF cathode materials for
LIBs was carried out (Table S1†).23,24,26–31,43,45–57 In most cases,
LiPF6 in ethylene carbonate (EC)/dimethyl carbonate (DMC) (1/
1) or LiTFSI in 1,3-dioxolane (DOL)/1,2-dimethoxyethane (DME)
were used as electrolyte, while PVdF is the most commonly used
binder. We have chosen DAAQ-TFP-COF as a model COF active
material for this comprehensive investigation because of: (i) its
relatively high theoretical capacity; (ii) the high chemical
stability of the b-ketoenamine linkages; (iii) it can be easily
obtained in large quantities; (iv) interestingly, two independent
research groups reported very different capacities (54 and
110 mA h g−1) when the bulk COF was used as a cathode in
lithium half-cells using different electrolytes.23,30

As previously reported,58 DAAQ-TFP-COF was synthesised by
condensation of 2,6-diaminoanthraquinone (DAAQ) and 1,3,5-
triformylphloroglucinol (TFP) (Scheme S1†) and characterised
by several techniques to conrm its chemical composition,
crystallinity, redox activity and high porosity (Fig. S1–S6, ESI†).
Electrodes were prepared by mixing the active material (DAAQ-
TFP-COF), carbon black and the binder (PVdF or PTFE) in
a weight ratio of 6/3/1. Electrochemical experiments were rst
carried out in a two-electrode Swagelok setup using Li metal as
the anode (see ESI† for Experimental details). Four different
electrolytes were selected for the study. The rst two are ether-
based 1 M LiTFSI solutions in DOL/DME and TEGDME. These
solvent/salt combinations have demonstrated favourable elec-
trochemical performance with COFs in previous studies, as
shown in Table S1.† The third electrolyte is a commercial 1 M
LiPF6 in EC/DEC, which is commonly used for electrochemical
characterisation of inorganic materials. The fourth electrolyte is
1 M LiClO4 in cyclic carbonate (GBL), known for its high anodic
and thermal stability.59

We rst compared the cycling stability of DAAQ-TFP-COF
electrodes at the current density of 150 mA g−1 with the elec-
trodes containing PVdF binder (Fig. 1a and S8, ESI†). Using
LiPF6 in EC/DEC (1/1) and LiClO4 in g-butyrolactone (GBL) as
electrolytes, the worst performances were obtained showing
capacity retention of ∼58% and ∼67%, respectively, aer 100
cycles (Fig. 1a, S8 and Table S2, ESI†). The capacity fading
observed when using LiPF6 in EC/DEC could be explained by
undesired side reactions31,60–62 or higher solubility of the redox
polymer in carbonate-based electrolytes.63 A comprehensive
electrochemical study on (poly)anthraquinone linear polymer
reported that oxidation become progressively more hindered as
the cycling of the polymer progresses in carbonate-based elec-
trolyte.64 It appears that this is the case for the inferior elec-
trochemical performance of DAAQ-TFP-COF as well (Fig. S9†).
This journal is © The Royal Society of Chemistry 2023
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Fig. 1 (a) DAAQ-TFP-COF electrode performancewith PVdF as a binder at 150mA g−1 (1C) in four different electrolytes: 1 M LiTFSI DOL/DME (1 :
1, vol%) (red), 1 M LiTFSI in TEGDME (green), 1 M LiPF6 in EC/DEC (1 : 1, vol%) (blue), and 1 M LiClO4 in GBL (orange). (b) Comparison between PVdF
(dark green) and PTFE (light green) as binders in 1 M LiTFSI TEGDME electrolyte. (c) Stability and coulombic efficiency of DAAQ-TFP-COF cathode
in 1 M LiTFSI TEGDME at 150 mA g−1 using PVdF or PTFE as binder. (d) Rate capability test in 1 M LiTFSI TEGDME.
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Hindered oxidation can lead to incomplete charging of the
organic cathode, followed by gradual capacity fade. This
hypothesis of incomplete charging also explains coulombic
efficiency over 100% observed in 1 M LiPF6 in EC/DEC. In
contrast, when LiTFSI in DOL/DME (1/1) was used as electrolyte
the initial capacity was 118.0 mA h g−1 and a much better
capacity retention (90%) was observed aer 100 cycles (Table S2,
ESI†). The electrochemical performance was further improved
by replacing DOL/DME with TEGDME solvent since the specic
capacity was maintained at 118.3 mA h g−1 aer 100 cycles. The
origin of different behaviour in selected electrolytes might be
a consequence of the nature of the solvent/solvent mixture used.
Charge distribution on the solvent molecule can also inuence
the stability of the ionic or radical C–O fragment during the
redox process which can affect the stability of thematerial in the
electrolyte in question.64

PTFE is an alternative binder that can be dispersed in water
and exhibits high chemical and mechanical stability as well as
strong hydrophobicity.36 Up to our knowledge, PTFE has not
been explored as a binder in COF-based cathode materials for
LIBs (Table S1†) and has only been used in two examples of
COF-based anodes without any comparative analysis with
PVdF.65,66 PTFE-based DAAQ-TFP-COF electrodes were prepared
(see ESI† for experimental details) to compare their
This journal is © The Royal Society of Chemistry 2023
performance with those based on PVdF. We rst conrmed that
the PTFE-based electrodes were insoluble in all the electrolytes
used (Fig. S7, ESI†). In general, all the initial capacities and
capacity retentions of DAAQ-TFP-COF electrodes increased
when PTFE was used as a binder, regardless of the electrolyte
(Fig. S10, S11 and Table S2, ESI†). One of the main reasons for
the better electrochemical performance of the PTFE-based
electrodes is due to its bre-like structure, which results in
a more porous electrode, as can be observed by comparing the
morphology of electrodes based on PVdF or PTFE binders
(Fig. S12, ESI†). Such porosity may facilitate the ion diffusion
and accessibility to the redox-active sites, as well as allow easier
swelling of the polymer electrode. The capacity retention
tendency was similar to that obtained with PVdF-based elec-
trodes, with LiTFSI in TEGDME and LiPF6 in EC/DEC showing
the best and worst electrochemical performance, respectively. It
is important to highlight that DAAQ-TFP-COF shows a capacity
of 147.5 mA g−1 aer 100 cycles (99% capacity retention) at
a rate of 150 mA g−1 when using LiTFSI in TEGDME as elec-
trolyte and PTFE as a binder (Fig. 1c). Aer subtracting the
carbon black capacity contribution (Fig. S13 and Table S3, ESI†),
the capacity obtained corresponds to the 88% capacity uti-
lisation of the active material at 150 mA g−1 (theoretical capacity
= 151 mA h g−1, see ESI†). We note that our results are similar
J. Mater. Chem. A, 2023, 11, 21553–21560 | 21555
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to those of the same active material when exfoliated (DAAQ-
ECOF) and using PVdF as a binder (capacity of 145 mA g−1

aer 70 cycles at a rate of 20 mA g−1).23 These results suggest
that both proper binder selection and the exfoliation of the
active material can lead to improved utilisation of redox-active
sites. However, the top-down exfoliation of bulk COFs still
presents some challenges such as the difficulty in precisely
controlling the thickness of the exfoliated material and the
relatively low yield for the synthesis of few-layer COF nano-
sheets, limiting the homogeneity and scalability of the active
material.21 The use of PTFE binder is a more straightforward
approach allowing signicantly higher process yields while
being both more cost-effective and simpler.

Despite achieving a high level of capacity utilisation, the
overpotential observed in the 1 M LiTFSI TEGDME electrolyte
for DAAQ-TFP-COF is unusually high for anthraquinone-based
materials, measuring around 210 mV (Fig. S14, ESI†). In
contrast, when the cell is cycled in the DOL/DME solvent
combination, the overpotential is 85 mV lower under identical
conditions. In order to differentiate between the anode and
cathode contributions to the overpotential, an electrochemical
test using a cyclable symmetric cell was carried out (see ESI† for
Experimental details).67 In this controlled environment, where
the performance of the cell is determined solely by the elec-
trochemical performance of DAAQ-TFP-COF electrode, the
overpotential decreases to 62 mV, aligning closer to the value
obtained in the DOL/DME half-cell. The differences observed
between the half cell and the symmetric cell suggest that the
major overpotential contribution mainly originates from the Li
metal anode. The inuence of the Li metal anode is also evident
in the rate capability test performed in the half-cell congura-
tion (Fig. 1d and S15†). The rapid capacity degradation at higher
currents was again attributed to processes occurring at the Li
metal anode. In contrast, DAAQ-TFP-COF demonstrated good
cycling stability in the symmetric cell, retaining 79% of its
initial capacity at a current density of 500 mA g−1 aer 2000
cycles (Fig. 2c). It is worth noting that the TEGDME solvent has
notably higher viscosity when compared with the DOL/DME
mixture, likely leading to impeded transport of active species
within the electrolyte. This can, in turn, affect the overpotential
of the organic cathode and the initial activation behaviour
observed during the rst few cycles. Therefore, in addition to
selecting an appropriate binder and electrolyte that maximise
Fig. 2 (a) Galvanostatic profiles at different current rates and (b) discha
cells during rate capability test. (c) Cycling stability and coulombic effi
during long-term cycling at a current density of 500 mA g−1.

21556 | J. Mater. Chem. A, 2023, 11, 21553–21560
capacity utilisation of the active material, it is crucial to recog-
nise the contribution of the metal anode in the 2-electrode
setup and to ensure that experimental setups allow for a thor-
ough evaluation of the COF cathode material alone as exem-
plied by the symmetric cell test.67

Ex situ infrared (IR) spectroscopy was performed on cycled
electrodes at different charge states to assess the reversibility of
the electrochemical performance (Fig. 3). Taking into account
the recorded voltage proles as well as the obtained capacities,
it is reasonable to assume that only the anthraquinone moieties
participate in the electrochemical reaction. Several character-
istic IR bands can be observed in the pristine electrode. The
carbonyl stretching of the anthraquinone unit can be found at
1619 and 1673 cm−1, whereas the carbonyl band of the TFP
moiety can be observed around 1658 cm−1 in the spectrum of
pristine linker (Fig. S2†). However, following the polymerisation
process, spectral bands begin to merge, leading us to assume
that TFP C]O stretching is part of a broad band appearing at
1544 cm−1, mainly due to C]C stretching. The strong band at
1225 cm−1 is related to the C–N stretching.68 Throughout the
reduction process, all C]O bands diminish in intensity, as
shown in Fig. 3c. Upon recharging, carbonyl bands increase in
intensity, conrming the good reversibility of the electro-
chemical process. The strong peak at 1544 cm−1 also decreases
in intensity and broadens upon discharge, indicating changes
in aromaticity upon reduction. In the half-discharged electrode,
a new peak is observed at 1428 cm−1, due to the formation of –
C–O− Li+. The band around 1225 cm−1 related to the C–N
stretching also showed some changes in the shape and intensity
of the peak on discharge, which could be related to the change
in conjugation on the anthracene ring. These results are
consistent with the good reversibility observed in the galvano-
static cycling.

Encouraged by the good reversibility and high utilisation of
non-exfoliated DAAQ-TFP-COF, we decided to extend the study
to COF performance in Mg-based batteries. Given the strong
tendency of Mg metal to passivate, only handful of salt/solvent
combinations are available that enable reversible Mg plating
and stripping. In this case, we opted for two electrolytes – one
containing chloride species (0.6 M MgTFSI2 – 1.2 M MgCl2 in
DME) and another containing weakly coordinating anions
(0.2 M Mg(B(hp)4)2 in DME). It is important to note that in Mg
metal half-cells, magnesium metal can signicantly affect the
rge capacity of (+)DAAQ-TFP-COF‖DAAQ-TFP-COF-M(−) symmetric
ciency of (+)DAAQ-TFP-COF‖DAAQ-TFP-COF-M(−) symmetric cells

This journal is © The Royal Society of Chemistry 2023
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Fig. 3 (a) Electrochemical mechanism of DAAQ-TFP-COF. (b) Galvanostatic curve showing the ex situ FTIR sampling points. (c) Ex situ FTIR
spectra of DAAQ electrodes in different states of charge: pristine electrode (dark blue), electrode at 0.5 SOC (yellow), electrode at 1.5 V (fully
discharged, red), and electrode fully charged back to 3.5 V (light blue).
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overall performance of the cell, especially due to increased cell
overpotential stemming from Mg plating/stripping. Both elec-
trolytes chosen for this study enable highly reversible platting
and stripping of magnesium metal with reasonable over-
potential. Given the high surface area of the chosen COF, we
have subjected cathodes to electrochemically assisted swelling,
to maximise capacity utilisation.69

Comparison of the galvanostatic curves obtained in two
different electrolytes revealed signicant differences: COF in
chloride-free electrolyte exhibited higher overpotential accom-
panied by a lower average discharge potential (Fig. 4a and S16,
ESI†). Notably, the COF exhibited good stability in both elec-
trolytes, which is a consequence of its robust structure. This
stands in stark contrast to linear anthraquinone-based poly-
mers reported in Mg electrolytes.70 However, in the case of the
chloride-containing electrolyte, coulombic efficiency surpasses
100% during cycling, likely indicative of side reactions or an
inadequate voltage window. The rate capability (Fig. 4c) was
Fig. 4 (a) Galvanostatic charge/discharge curves of DAAQ-TFP-COF in
(blue). (b) Evolution of discharge capacity and coulombic efficiency ov
electrolyte. All the experiments were conducted in Mg metal half-cells.

This journal is © The Royal Society of Chemistry 2023
performed only in chloride-containing electrolyte, considering
the relatively low capacities achieved at low current density in
the chloride-free electrolyte. The rate performance was
substantially poorer compared to that in lithium-based coun-
terpart. This discrepancy suggests that kinetic limitations
become more pronounced when Mg species are involved in the
electrochemical reaction.

The selection of the electrolyte in Mg batteries introduces
one key distinction compared to Li-based system – the possi-
bility of presence of different ionic species in discharged poly-
mer. In the chloride-containing electrolyte, the coordination of
reduced carbonyls was predominantly done with MgCl+ ionic
complexes, rather than Mg2+ ions, in agreement with prior
reports and conrmed by energy dispersive X-ray spectroscopy
(EDX) (Table S4†).71 Conversely, in the chloride-free electrolyte,
a large fraction of Mg2+ was present, although ion pairs still
partially participate in coordination as evidenced by the
increased presence of uorine in the discharge cathode. This
0.6 M MgTFSI2 – 1.2 M MgCl2 DME (red) and 0.2 M Mg(B(hfip)4)2 DME
er 100 cycles. (c) Rate capability performance in chloride-containing

J. Mater. Chem. A, 2023, 11, 21553–21560 | 21557

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d3ta05190k


Journal of Materials Chemistry A Communication

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 0

3 
O

ct
ob

er
 2

02
3.

 D
ow

nl
oa

de
d 

on
 1

/1
1/

20
26

 5
:3

0:
57

 A
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n 

3.
0 

U
np

or
te

d 
L

ic
en

ce
.

View Article Online
shows that COF performance is governed by the choice of salt/
solvent combination, with the effect of electrolyte being more
pronounced in Mg batteries than in their lithium counterparts.
This raises the challenge of designing COFs that would perform
better when coupled with multivalent charge carriers. One of
the strategies could be to design COFs with active units in which
the position of carbonyl groups is tuned to help accommodate
divalent cations.72 Changing the active unit from an
anthraquinone-based one to a smaller unit such as benzoqui-
none could lead to higher potentials and ultimately higher
energy densities, as has already been demonstrated in the case
of COF cathodes in Li-based batteries.23 An alternative strategy
could also be designing hosts with hybrid mechanisms that
simultaneously allow for the optimisation of capacity and rate
performance of the covalent organic framework.73,74 Potential
improvements in COFs for Mg batteries could lead to readily
available cathodes for other divalent batteries suffering from
similar issues, such as Ca-based ones.

Conclusions

In summary, we have investigated the role of the electrolyte and
binder on the performance of a redox-active COF (DAAQ-TFP-
COF) electrode material. Our results demonstrate that by
identifying the most suitable electrolyte (LiTFSI in TEGDME)
and binder (TPFE) for DAAQ-TFP-COF, specic capacities close
to the theoretical values (88% real utilisation of the active
material) were obtained without the need for extensive COF
processing (e.g., exfoliation). The most likely reasons for the
improved performance are the better stability of prepared COF-
based electrodes in non-carbonate electrolytes and the
improved ion diffusion through the PTFE binder. Ex situ IR
experiments conrmed the reversibility of the electrochemical
process in agreement with the galvanostatic cycling perfor-
mance. In addition, electrochemical tests were performed using
symmetric cells by combining two DAAQ-TFP-COF electrodes to
identify the contribution of the metal anode in the 2-electrode
setup. To further investigate the electrolyte inuence on the
cycling of COFs, we have employed DAAQ-TFP-COF in Mg cells
using chloride-free and chloride-containing Mg electrolytes We
are condent that our results will be very useful in evaluating
and comparing the performance of COF-based electrodes in
metal-ion batteries as well as stimulating the optimisation of
electrolytes and binders for this type of organic batteries. As
COFs are interesting host materials for a variety of ions, more
efforts should be invested to facilitate the accommodation of
multivalent cations, where high performance organic cathode
materials are urgently needed.
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15 M. Souto, K. Strutyński, M. Melle-Franco and J. Rocha,
Chem.–Eur. J., 2020, 26, 10912–10935.

16 T. Sun, J. Xie, W. Guo, D. S. Li and Q. Zhang, Adv. Energy
Mater., 2020, 10, 1–23.

17 J. Li, X. Jing, Q. Li, S. Li, X. Gao, X. Feng and B. Wang, Chem.
Soc. Rev., 2020, 49, 3565–3604.

18 Y. Lu, Y. Cai, Q. Zhang and J. Chen, J. Phys. Chem. Lett., 2021,
12, 8061–8071.

19 D. Zhu, G. Xu, M. Barnes, Y. Li, C. Tseng, Z. Zhang, J. Zhang,
Y. Zhu, S. Khalil, M. M. Rahman, R. Verduzco and
P. M. Ajayan, Adv. Funct. Mater., 2021, 31, 2100505.

20 S. Kandambeth, V. S. Kale, O. Shekhah, H. N. Alshareef and
M. Eddaoudi, Adv. Energy Mater., 2022, 12, 2100177.

21 S. Haldar, A. Schneemann and S. Kaskel, J. Am. Chem. Soc.,
2023, 145, 13494–13513.
This journal is © The Royal Society of Chemistry 2023

https://eur-lex.europa.eu/legal-content/EN/TXT/?uri=CELEX:52020DC0474
https://eur-lex.europa.eu/legal-content/EN/TXT/?uri=CELEX:52020DC0474
http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d3ta05190k


Communication Journal of Materials Chemistry A

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 0

3 
O

ct
ob

er
 2

02
3.

 D
ow

nl
oa

de
d 

on
 1

/1
1/

20
26

 5
:3

0:
57

 A
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n 

3.
0 

U
np

or
te

d 
L

ic
en

ce
.

View Article Online
22 M. Souto and D. F. Perepichka, J. Mater. Chem. C, 2021, 9,
10668–10676.

23 S. Wang, Q. Wang, P. Shao, Y. Han, X. Gao, L. Ma, S. Yuan,
X. Ma, J. Zhou, X. Feng and B. Wang, J. Am. Chem. Soc.,
2017, 139, 4258–4261.

24 F. Xu, S. Jin, H. Zhong, D. Wu, X. Yang, X. Chen, H. Wei,
R. Fu and D. Jiang, Sci. Rep., 2015, 5, 8225.

25 X. Li, H. Wang, Z. Chen, H. Sen Xu, W. Yu, C. Liu, X. Wang,
K. Zhang, K. Xie and K. P. Loh, Adv. Mater., 2019, 31, 1–9.

26 S. Xu, G. Wang, B. P. Biswal, M. Addicoat, S. Paasch,
W. Sheng, X. Zhuang, E. Brunner, T. Heine, R. Berger and
X. Feng, Angew. Chem., Int. Ed., 2019, 58, 849–853.

27 G. Wang, N. Chandrasekhar, B. P. Biswal, D. Becker,
S. Paasch, E. Brunner, M. Addicoat, M. Yu, R. Berger and
X. Feng, Adv. Mater., 2019, 31, 1–6.

28 C. Yao, Z. Wu, J. Xie, F. Yu, W. Guo, Z. J. Xu, D. Li, S. Zhang
and Q. Zhang, ChemSusChem, 2020, 13, 2457–2463.

29 Z. Wang, Y. Li, P. Liu, Q. Qi, F. Zhang, G. Lu, X. Zhao and
X. Huang, Nanoscale, 2019, 11, 5330–5335.

30 E. Vitaku, C. N. Gannett, K. L. Carpenter, L. Shen,
H. D. Abruña and W. R. Dichtel, J. Am. Chem. Soc., 2020,
142, 16–20.

31 H. Gao, A. R. Neale, Q. Zhu, M. Bahri, X. Wang, H. Yang,
Y. Xu, R. Clowes, N. D. Browning, M. A. Little,
L. J. Hardwick and A. I. Cooper, J. Am. Chem. Soc., 2022,
144, 9434–9442.

32 S. Gu, S. Wu, L. Cao, M. Li, N. Qin, J. Zhu, Z. Wang, Y. Li,
Z. Li, J. Chen and Z. Lu, J. Am. Chem. Soc., 2019, 141, 9623–
9628.

33 M. Li, R. P. Hicks, Z. Chen, C. Luo, J. Guo, C. Wang and
Y. Xu, Chem. Rev., 2023, 123, 1712–1773.

34 J. Tong, C. Han, X. Hao, X. Qin and B. Li, ACS Appl. Mater.
Interfaces, 2020, 12, 39630–39638.
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