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Perylene dye@SiO2 core–shell nanoparticles with
intense fluorescence†

Mark Rutschmann and Claus Feldmann *

PD/CC@SiO2 core–shell nanoparticles (PD: perylene dye, CC: cholecalciferol/vitamin D3) were prepared

using a water-based injection method. Specifically, a solution of the PD (fluorescent red (FR), fluorescent

orange (FO), fluorescent yellow (FY)), CC, and octyltriethoxysilane (OTES) as a silica precursor in ethanol

was injected in water at 70 1C and pH 5. The core–shell nanoparticles exhibited an outer particle dia-

meter of 29 � 11 nm and an inner core of 12 � 4 nm. Suspensions (up to 10 mg mL�1) were colloidally

highly stable due to the negative surface charging (�40 to �50 mV). CC efficiently allowed disturbing of

the p-stacking of the PD, such that, e.g., FR/CC@SiO2 nanoparticles with 10 wt% FR showed intense

emission with quantum yields near unity (98%) and without any concentration quenching. In contrast to

the freely-dissolved dyes, PD in the nanoparticle core did not show any photobleaching even after

20 hours of continuous UV illumination (280 nm). As proof-of-the-concept, suspensions and thin films

were realised showing intense emission from red to yellow. Exemplarily, FR/CC@SiO2 core–shell nanoparticles

were examined in detail, including electron microscopy, element mapping, dynamic light scattering, infrared

spectroscopy, elemental analysis, UV-Vis spectroscopy, and photoluminescence spectroscopy.

1. Introduction

Perylenes are generally known as photochemically and thermally
most stable fluorescent dyes showing exceptionally high quan-
tum yields of up to 100%.1 Besides outstanding properties,
such as intense emission, a variable wavelength of emission,
excellent stability, and low costs, perylene-type dyes also have
certain disadvantages. Thus, many perylene derivatives are
lipophilic and predominately insoluble in water.2 Moreover, the
flat molecular appearance and the extended aromatic molecule
backbone tend to involve considerable p-stacking in the solid
state as well as at high concentrations in the solution. As a result,
the fluorescence is often partially or even completely quenched.3

Although highly stable in comparison to other organic dyes,
finally, perylene-type dyes nevertheless show certain photobleach-
ing over time, particularly if exposed to UV light (o350 nm) but
also even for excitation at the wavelength of maximum dye
absorption.4

To take advantage of the outstanding luminescence properties
of perylene-type dyes in nanoparticles, for instance, as emissive
biomarkers, for sensing, or as emissive polymers, they were
embedded in polymer matrices,5 silica,6 carbon dots,7 or

functionalised with sterically demanding groups.8 Nevertheless,
the concentration of the perylene dye is usually limited to r1%
of the total nanoparticle mass. Recently, perylene-loaded nano-
particles were also discussed as solar absorbers9 as well as solar
concentrators10 in thin-film solar cells. For these applications,
the nanoparticles are either non-luminescent or have quantum
yields significantly below the values of the freely dissolved
perylene molecules.

We present SiO2 core–shell nanoparticles that were prepared
by the injection of octyltriethoxysilane (OTES) and the perylene
dye (PD) in a mixture of cholecalciferol (CC) and ethanol in water
at 70 1C at a slightly acidic pH. The resulting PD/CC@SiO2 core–
shell nanoparticles contained 10 wt% of PD and exhibited
quantum yields near unity similar to the freely dissolved perylene
as well as long-term photostability. Due to the incorporation of
fluorescent red (FR), fluorescent orange (FO), or fluorescent
yellow (FY), the PD/CC@SiO2 core–shell nanoparticles showed
intense emission from red to yellow. The first conceptual studies
also showed their suitability for printing and thin-film formation.

2. Experimental section
2.1. Synthesis

PD/CC@SiO2 core–shell nanoparticles. 20 mg of cholecalciferol
(CC, C27H44O, 0.05 mmol, Sigma-Aldrich, Germany) and 10 mg
of perylene dye fluorescent red (FR), fluorescent orange (FO),
fluorescent yellow (FY) (Kremer Pigments, Germany) were
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dissolved in a mixture of 1.0 mL of n-octyltriethoxysilane (OTES,
C14H52O3Si, 0.88 g, 3.18 mmol, Sigma-Aldrich) and 4 mL of
ethanol (Sigma-Aldrich). Thereafter, this solution was injected
under vigorous stirring into 50 mL of demineralised water at
70 1C, which was adjusted by adding 0.20 mL of 0.1 M HCl to pH
5 prior to the injection (pH measured with a pH electrode). After
8 h of continuous heating and stirring, 0.25 mL of 13.3 M
ammonia solution was added to adjust the pH to 8. After an
additional 18 h of heating and stirring, the suspension was
naturally cooled to room temperature. The obtained suspension
was concentrated by centrifugation (45 000 � g, 15 min). Since
the density of the PD/CC@SiO2 core–shell nanoparticles was
lower than that of water, the bottom phase was removed with a
syringe (Fig. S1, ESI†). Thereafter, demineralised water was
again added, the suspension was intensely mixed, and the
purification process was repeated twice to remove all salts and
excess starting materials. The resulting PD@SiO2 core–shell
nanoparticle suspension was colloidally highly stable and used
as follows with a concentration of 10 mg mL�1. Higher nano-
particle concentrations lead to the formation of highly viscous
gel-like suspensions. The as-prepared PD@SiO2 nanoparticle
suspensions were intensely coloured and showed intense fluores-
cence even under daylight.

2.2. Characterisation

Details related to the analytical equipment and the sample
preparation for characterisation are described in the ESI.†

3. Results and discussion
3.1 Synthesis of PR/CC@SiO2 core–shell nanoparticles

PD/CC@SiO2 core–shell nanoparticles were prepared via an
injection-driven synthesis strategy (Fig. 1).11 First, a solution
of fluorescent red (FR), cholecalciferol (CC), and octyltriethox-
ysilane (OTES) in ethanol was prepared. FR was selected as a
typical example of a perylene-type dye. CC was used as an
aliphatic, lipophilic molecule to dilute FR in the solid state
and to disturb the p-stacking of the perylene molecules. In
addition, CC – also known as vitamin D3, which is produced in
mammals by the skin when exposed to sunlight12 – can be
considered a biocompatible solvent. OTES serves as the starting
material to form the SiO2 shell via controlled hydrolysis of the
ethoxy groups, and with the lipophilic octyl group to stabilise the
lipophilic core of the aimed core@shell nanoparticles (Fig. 1).
Moreover, ethanol allows a reduction of the viscosity of the
solution as well as a fast mixing and reaction after the injection.

The solution of FR, CC, and OTES in ethanol was injected
into water under vigorous stirring at slightly acidic conditions
of pH 5 and a temperature of 70 1C (Fig. 1). With these
conditions, the formation of FR/CC@SiO2 core–shell nano-
particles can be rationalized as follows. First of all, ethanol
was dissolved in the aqueous medium with the lipophilic FR
and CC becoming insoluble in water. Due to the fast injection
at elevated temperatures, fast particle nucleation occurs. During
nucleation, moreover, the lipophilic octyl chains of OTES were

embedded in the as-formed FR/CC nanoparticles with the polar
triethoxysilane group on the surface. The injection at elevated
temperature and the presence of H+ as a catalyst led to fast
hydrolysis of the triethoxysilane groups and the formation of a
silica network on the nanoparticle surface. Such a reaction is
well-known for tetraethylorthosilicate (TEOS) and the so-called
Stöber synthesis.13 Prolonged heating at 80 1C results in comple-
tion of the hydrolysis of the ethoxy groups and the condensation
of the resulting silanol groups to obtain a certain thickness of the
silica network (Fig. 1). Finally, the pH of the suspension was
adjusted to pH 8 by the addition of NH3 to increase the charge
stabilisation of the FR/CC@SiO2 core–shell nanoparticles, and
thus, to increase the colloidal stability of the suspensions.

The as-prepared aqueous FR/CC@SiO2 nanoparticle suspen-
sions are colloidally highly stable and do not show any
sedimentation over several months even at concentrations up
to 10 mg mL�1. Suspensions as well as powder samples exhibit
an intense red colour and show luminescence even with day-
light. The intense fluorescence of aqueous suspensions as well
as of powder samples already indicates a good luminescence
efficiency and the absence of quenching even at high LR
contents of 10 wt%. Finally, it should be noticed that an
identical synthesis without CC resulted in nanoparticles with
a clear red colour, indicating the presence of FR, but without
any fluorescence. In the absence of CC, as expected, this
finding can be ascribed to p-stacking of the perylene molecules
resulting in a complete luminescence quenching.

Fig. 1 Schematic illustration of the water-based injection-based synthesis
of FR/CC@SiO2 core–shell nanoparticles: (a) synthesis, (b) structure of
nanoparticle, (c) structure of used molecules.
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3.2 Characterisation of FR/CC@SiO2 core–shell nanoparticles

The size, size distribution, and structure of the as-prepared
FR/CC@SiO2 core–shell nanoparticles were examined by dynamic
light scattering (DLS) and electron microscopy (Fig. 2). DLS
analysis of aqueous suspensions shows a mean hydrodynamic
diameter of 35 � 16 nm with a narrow size distribution (Fig. 2c).
Scanning electron microscopy (SEM) shows a spherical shape and
confirms a mean particle diameter of 29 � 11 nm (Fig. 2a and c),
which was calculated from the statistical evaluation of 150
nanoparticles on SEM images. Zeta potential measurements
showed high negative surface charging of �40 to �50 mV at a
pH range of 6–9 (Fig. 2d), which reflected the high colloidal
stability of the as-prepared aqueous suspensions. In this context,
suspensions are usually considered colloidally stable if the zeta
potential is either below �30 mV or above +30 mV.14 This allows
to realise aqueous suspensions with particle concentrations up to
10 mg mL�1, which are colloidally stable over several months,
without the need for any additional stabiliser and surface
functionalisation.

Scanning transmission electron microscopy (STEM) con-
firmed the presence of spherical nanoparticles, about 30 nm
in diameter, and clearly pointed to the inner FR/CC-filled cavity
(Fig. 2c). The cavity has a diameter of 12 � 4 nm surrounded by
a SiO2 shell, 9 � 4 nm in thickness. Here, it must be noticed that
the FR/CC@SiO2 core–shell nanoparticles start to decompose
under the bombardment of high-energy electrons. For such
fragile nanoparticles with a high load of organic material, often
SEM (at acceleration voltages of 1–30 kV) is more advantageous
for imaging (compare Fig. 2a and b) than TEM (with acceleration

voltages of 80–300 kV).15 To further examine the core@shell-type
structure, energy-dispersive X-ray spectroscopy (EDXS) was per-
formed (Fig. 3). EDXS area scans (Fig. 3a) and EDXS line scans
(Fig. 3b) evidenced the core@shell-type structure with a SiO2

shell and a carbon-rich inner cavity. Cavity diameter and wall
thickness can again be deduced to 10–15 nm and 8–10 nm,
respectively.

The amounts of FR and CC in the nanoparticle cavity were
evaluated using Fourier-transformed infrared (FT-IR) spectro-
scopy, elemental analysis (EA), and X-ray powder diffraction
(XRD) techniques. FT-IR shows vibrations of SiO2 (n(Si–O–Si):
1200–950, n(Si–OH): 950–880, d(Si–O–Si): 700–500 cm�1), FR
(fingerprint area: 100–500 cm�1), CC (n(C–H): 3000–2800,
n(CQC): 1635, n(C–O): 1049, fingerprint area: 1480–650 cm�1),
as well as of water (n(O–H): 3500–3000 cm�1) (Fig. 4a). EA results
in contents of 58.19% C, 9.37% H, 0.27% N, and a solid residue
of 32.17%. The solid residue can be attributed to SiO2. Since N is
only present in FR, a total weight of 10.4 wt% FR per FR/
CC@SiO2 core–shell nanoparticle can be deduced. According
to XRD, the FR/CC@SiO2 core–shell nanoparticles, as expected,
are non-crystalline (Fig. 4b). Two broad reflexes can be related to
CC when compared to reference diffractograms. Interestingly,
CC in the inner cavity of the nanoparticles is not crystalline.

Fig. 2 Size, shape, and colloidal stability of FR/CC@SiO2 core–shell
nanoparticles: (a) particle size according to SEM overview images;
(b) particle shape and inner cavity according to STEM detail image; (c) size
distribution according to SEM and DLS; (d) zeta-potential of aqueous
suspension at different pH values.

Fig. 3 Structure of FR/CC@SiO2 core–shell nanoparticles: (a) EDXS area
scans with element mapping and (b) EDXS line scan with concentration
profile at the position of the orange line on the STEM image.

Fig. 4 Chemical composition of the as-prepared PR/CC@SiO2 core–shell
nanoparticles: (a) FT-IR spectra with FR, CC, and SiO2 as a reference (SiO2

prepared by hydrolysis of OTES); (b) XRD patterns with CC as a reference.
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Obviously, crystallization is disturbed by the presence of FR and
OTES, which, vice versa, also disturbs the p-stacking of the
perylene molecules.

3.3 Fluorescence of FR/CC@SiO2 core–shell nanoparticles

To examine the luminescence properties of the FR/CC@SiO2

core–shell nanoparticles, UV-Vis and photoluminescence (PL)
spectroscopy were performed (Fig. 5). Upon comparison to
reference spectra of FR, CC, and SiO2, the optical absorption
of the FR/CC@SiO2 core–shell nanoparticles can be attributed
to FR in the visible spectral range (350–700 nm) (Fig. 5a). The
characteristic absorption of FR can be also used to quantify the
FR content following the Lambert–Beer formalism (Fig. S2,
ESI†). Accordingly, the FR content was 10.8 wt%, which is in
good agreement with the amount determined via EA (10.4 wt%).
At lower wavelengths, the absorption was dominated by CC (250–
300 nm) and SiO2 (especially r250 nm). According to PL spectra,
excitation and emission of the FR/CC@SiO2 core–shell nano-
particles were more-or-less identical to FR (Fig. 5b). Thus, excitation
was observed at 400–500 nm; intense emission occurred at 480–
750 nm. In comparison to FR/CC@SiO2 core–shell nanoparticles,
we also examined the absorption and photoluminescence of CC-
free FR@SiO2 core–shell nanoparticles.† Despite the identical
FR-load (1 mg mL�1), the FR/CC@SiO2 core–shell nanoparticles
showed a significantly higher absorption below 400 nm (Fig. S3,
ESI†). Similarly, the excitation and emission of the FR/CC@SiO2

core–shell nanoparticles were dramatically higher as compared to
those in the CC-free FR@SiO2 core–shell nanoparticles (Fig. S4,
ESI†). In fact, the emission of the FR/CC@SiO2 core–shell nano-
particles was more than 10 times higher. In sum, these optical
data point to the importance of CC in order to avoid the p-
stacking of the perylene-type dye.

The absolute quantum yield of the FR/CC@SiO2 core–shell
nanoparticles was determined following a method reported by
Friend et al.16 As a result, a quantum yield of 98% was deter-
mined, which is similar to that of the freely dissolved perylene
dye (in ethanol). This finding also confirms that no concentration
quenching occurred. Thus, p-stacking of the perylene dye was
indeed efficiently avoided in the core–shell nanoparticles due to
the presence of CC and OTES although FR was applied with a

high load of 10 wt%. Thus, the perylene load per nanoparticle
was significantly higher compared to that previously reported
for nanoparticles (1 wt%).9 There, the authors used phenyl-
triethoxysilane as a silica precursor, which, in view of an intense
emission and high quantum yield is counterproductive since the
phenyl groups of the silane promote p-stacking and concen-
tration quenching of the perylene dye.

Besides intense emission and high quantum yield, the
encapsulation of FR with CC in the inner cavity of SiO2

nanoparticles optionally could also lead to good photostability.
To evaluate this concern, UV-Vis spectra of the FR/CC@SiO2

core–shell nanoparticles (aqueous suspension) and freely dis-
solved FR (in ethanol) with identical FR-load (2.5 mg mL�1) were
continuously exposed to excitation over 20 h (Fig. 6). For
excitation, we selected 280 nm as the UV light and 567 nm as
the wavelength of maximum absorption of FR. With these
wavelengths, on the one hand, UV stability, and on the other
hand, excitation stability were monitored. Although perylene-
type dyes such as FR are known for very high photostability in
comparison to the majority of organic-dye molecules, neverthe-
less, a certain decrease in absorption occurs, which starts after
8 h and increases continuously thereafter (Fig. 6). This decrease
of absorption indicates photoinduced decomposition of the dye
and it occured for excitation at 280 nm as well as 567 nm. The
decomposition at higher photon energy (280 nm), as expected, is
stronger than that at 567 nm and can be ascribed to the formation
of reactive oxygen species (ROS).17 At 567 nm, the photodegradation
of FR is lower compared to 280 nm, but continuous exposure
nevertheless leads to a recognizable degradation of the freely
dissolved FR caused by intramolecular charge carriers.18 In contrast
to the freely dissolved dye, the FR absorption of the FR/CC@SiO2

core–shell nanoparticles remained completely unaffected upon
exposure to 280 nm and 567 nm, which points to an efficient
photostablisation.

In addition to the detailed characterisation of the FR/CC@
SiO2 core–shell nanoparticles, FO and FY were used as perylene-
type dyes similar to FR to obtain FO/CC@SiO2 and FY/CC@SiO2

core–shell nanoparticles. Again, 10 wt% of the respective PD
were encapsulated. Already the colour of the aqueous suspen-
sions indicated the presence of FO and FY in the nanoparticles,

Fig. 5 Optical properties of the as-prepared FR/CC@SiO2 core–shell
nanoparticles (aqueous suspension): (a) UV-Vis spectrum with FR, CC,
and SiO2 as references; (b) excitation and emission spectra with freely
dissolved FR as a reference (in ethanol, with emission monitored at lem =
600 nm and excitation recorded at lexc = 567 nm).

Fig. 6 Photostability of FR/CC@SiO2 core–shell nanoparticles with con-
tinuous exposure for 20 hours at (a) 280 nm, (b) 567 nm (UV-Vis spectra
recorded at 567 nm for both types of exposure; aqueus FR/CC@SiO2

suspension and freely dissolved FR in ethanol with identical FR-load of
2.5 mg mL�1).
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which also showed intense fluorescence in daylight (Fig. 7a).
The excitation and emission spectra of FR/CC@SiO2 (Fig. 5b),
FO/CC@SiO2, and FY/CC@SiO2 core–shell nanoparticles
showed the shift of the emission from red to yellow (Fig. 7b).
Mixing of two PDs inside the nanoparticles also gave the option
to further shift the emission continuously between the ones of
the pure perylene dyes.

As a proof-of-the-concept, finally, thin films of FR/CC@SiO2

core–shell nanoparticles were prepared (Fig. 8). On the one
hand, a pen was filled with FR/CC@SiO2 core–shell nano-
particles as a water-based ink. The written text was invisible
without excitation but clearly visible after excitation (Fig. 8a).
Moreover, a few drops of an aqueous suspension (10 mg mL�1)

were deposited on a quartz-glass plate (50 � 50 mm), and a
second quartz-glass plate was pressed on top (Fig. 8b). After
drying at room temperature, the ensemble was highly trans-
parent and showed an intense red emission upon excitation
(366 nm).

4. Conclusion

PD/CC@SiO2 core–shell nanoparticles (PD: perylene dye, CC:
cholecalciferol/vitamin D3) were prepared by a water-based
injection method. To this end, a solution of the PD fluorescent
red (FR), fluorescent orange (FO), fluorescent yellow (FY), CC,
and octyltriethoxysilane (OTES) as the silica precursor in etha-
nol were injected in water at pH 5 and 70 1C. The core–shell
nanoparticles exhibited an outer particle diameter of 29 �
11 nm and an inner cavity of 12 � 4 nm. Suspensions (up to
10 mg mL�1) were colloidally highly stable due to the negative
surface charging (�40 to �50 mV). CC efficiently allowed
disturbing of the p-stacking of the PD, such that FR/CC@SiO2

nanoparticles showed intense emission with quantum yields of
near unity (98%) and without concentration quenching even at
high FR load (10 wt%). In contrast to the freely dissolved dyes,
moreover, the PD in the nanoparticle core did not show any
photobleaching even after 20 hours of continuous UV illumination
(280 nm). As a proof-of-the-concept, suspension and thin films
were realised showing intense emission from red to yellow.
Exemplarily, FR/CC@SiO2 core–shell nanoparticles were examined
in detail, including electron microscopy, element mapping,
dynamic light scattering, infrared spectroscopy, elemental analy-
sis, UV-Vis, and photoluminescence spectroscopy.
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