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Rational design of hybridized local and charge
transfer emitters towards high-performance
fluorescent blue OLEDs†

Shuxin Wang,ab Hanlin Li,c Zhen Song, d He Jiang,ab Xiandi Zhang,a

Chui-Shan Tsang,a Quanlin Liu, d Lawrence Yoon Suk Lee, a Dongge Ma *c

and Wai-Yeung Wong *ab

Hybridized local and charge-transfer (HLCT) emitters are promising for the realization of high-

performance blue organic light-emitting diodes (OLEDs). However, the rational design of efficient HLCT

emitters remains challenging. Here, we present two blue emitters (TAP1 and TAP2) with the HLCT state

through the construction of D–p–A molecules. Theoretical calculations reveal the large overlap and par-

tial separation of ‘‘hole’’ and ‘‘particle’’ orbitals for S1 excited states, demonstrating the HLCT nature of

the emitters. Together with the clear solvatochromic phenomenon, we propose that introducing the p-

conjugated anthracene unit into an appropriate donor–acceptor segment is an effective strategy to

finely regulate the locally excited and charge transfer components and construct versatile HLCT emit-

ters. Employing TAP2 and TAP1 as emitters, the blue OLEDs exhibit good color purity, high efficiency,

and extremely low efficiency roll-offs with Commission internationale de l’éclairage coordinates of,

respectively, (0.14, 0.10) and (0.15, 0.11), narrow full width at half maximum values of 45 nm and 52 nm,

maximum external quantum efficiency values of 5.53% and 5.16%, and efficiency roll-off values of 0.5%

and 1% at the practical brightness of 1000 cd m�2. By virtue of the transient photoluminescence decay

curves, excited state energy levels and natural transition orbital analysis, we classify that the reverse

intersystem crossing at high-lying excited states from T2 to S1 serves as an efficient approach to harvest

triplet excitons and thus boost the exciton utilization efficiency. The superior properties of HLCT emit-

ters in this work provide inspiration for the rational design of promising materials for high-performance

blue OLEDs.

10th Anniversary Statement
My warmest congratulations to the 10th anniversary of the Journal of Materials Chemistry C. It has been my great honour to serve on the journal board as
Associate Editor for nine years, from 2013 to 2022. Furthermore, I have published a very high number of research papers and review articles in the journal over
the years. I have witnessed the tremendous growth and development of the journal to the current stage and I am sure that it is a flagship journal for research
work on the electronic and optical properties of molecular and nano materials. I will definitely continue to make contributions to it in the years to come. Happy
anniversary again!

Introduction

Organic light emitting diodes (OLEDs) have emerged as pro-
mising candidates for the next generation of full-color flat-
panel displays and solid-state lighting technologies.1–3 The
development of efficient blue (especially deep-blue) emitters
has sparked tremendous interest due to their critical role as
either emitting or excitation sources.4–6 However, emitters
matching the standard deep-blue Commission internationale
de l’éclairage (CIE) coordinates of (0.14, 0.08) by the National
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Television System Committee (NTSC) generally have a lower
efficiency and stability than their green and red counterparts
because of their intrinsically large bandgaps, unbalanced car-
rier transport capability, and inferior energy level matching
with other functional layers of OLEDs.7–10 To address this issue,
several strategies have been proposed for utilizing triplet exci-
tons and thus realizing high-efficiency blue emitters. Thermally
activated delayed fluorescence (TADF) and triplet–triplet anni-
hilation (TTA) emitters are regarded as promising candidates
due to their high maximum internal quantum efficiency of
electroluminescence values of 100% and 62.5%, respec-
tively.11–13 Currently, numerous blue OLEDs with high external
quantum efficiency values have been achieved based on TADF
emitters. Unfortunately, TADF-type OLEDs suffer from severe
efficiency roll-off due to slow up-conversion from the triplet
charge-transfer state (3CT) to the singlet charge-transfer state
(1CT) as the result of their first-order coupling character.14–18 By
contrast, blue TTA-type OLEDs usually show mild efficiency
roll-off, and their external quantum efficiency (EQE) is relatively
low owing to their limited maximum exciton utilization effi-
ciency (EUEmax; r62.5%).19–23

More recently, the hybridized local and charge-transfer
(HLCT) excited state with balanced locally excited (LE) and
intramolecular charge transfer excited (CT) states has been
developed as a feasible strategy for efficient blue OLEDs.24–28

It is proved to be an effective means of achieving 100% EUE
through the harvesting of triplet excitons via efficient reverse
intersystem crossing (RISC) at high-lying triplet and singlet
excited states (hRISC), such as T2 to S1.29–31 The fast hRISC
process can effectively suppress the accumulation of triplet
excitons and thereby provide an HLCT emitter with a high EQE
and a low efficiency roll-off simultaneously.32–35 In addition,
the LE state with a large transition moment and orbital overlap
contributes to the enhancement of the fluorescence quantum
efficiency, and the relatively weak CT state is beneficial for the
blue emission.36 The HLCT molecules are typically composed
of donor–acceptor (D–A) segments and p-conjugated (p)
spacers.33,37 By regulating the dihedral angles of the D–A
segment, the character of the excited states can be modulated
to form HLCT states and thus promote the hRISC process and
radiative decay.38 So far, although several HLCT-type OLEDs
with nearly 100% EUE and mild efficiency roll-off have been
developed, the EQE of blue HLCT emitters remains limited and
rarely reaches 10%, which hardly meets the practical require-
ments (Table S1, ESI†).39,40 Therefore, enormous efforts are
required to enrich the HLCT molecules and further improve
their performance for blue OLEDs.

Herein, we report two HLCT fluorescent emitters, 4-(10-(4-
methylpyridin-2-yl)anthracen-9-yl)-N,N-diphenylaniline (TAP1)
and 4-(10-(5-methylpyridin-2-yl)anthracen-9-yl)-N,N-diphenyla-
niline (TAP2), for blue OLEDs. It is demonstrated that grafting
a conjugated anthracene unit in an appropriate D–A segment is
an effective strategy to finely regulate the LE and CT compo-
nents and construct versatile HLCT emitters. The properties of
the physical and HLCT states are investigated in detail through
UV-vis absorption and photoluminescence (PL) spectroscopy,

thermogravimetric analysis (TGA), differential scanning calori-
metry (DSC), and theoretical calculations. As expected, the blue
OLEDs with TAP2 and TAP1 as emitters exhibit good color
purity, high efficiency, and extremely low efficiency roll-off
characteristics with, respectively, CIE coordinates of (0.14,
0.10) and (0.15, 0.11), narrow full width at half maximum
(FWHM) values of 45 nm and 52 nm, maximum external
quantum efficiency (EQEmax) values of 5.53% and 5.16%, and
efficiency roll-off values of 0.5% and 1% at the practical bright-
ness of 1000 cd m�2. By virtue of the transient PL decay curves,
excited state energy levels and natural transition orbital (NTO)
analysis, hRISC from T2 to S1 is proposed to be an efficient
approach for harvesting triplet excitons and thus boosting the
exciton utilization efficiency. This work points to the superior
properties of HLCT emitters, providing inspiration for the
rational design of promising materials for high-performance
blue OLEDs.

Results and discussion
Molecular design and synthesis

Based on the state-mixing equation, the most critical part for
HLCT molecular design is manipulation of the energy gap
between the LE and CT states, making it small enough to
enable state mixing and HLCT state formation.38 Anthracene
is selected as the p-conjugated spacer in consideration of its
highly bulky and rigid skeleton and thus its outstanding
performance for blue OLEDs.41,42 The further introduction of
appropriate D–A segments helps manage the electron push–
pull strength and effectively regulates the LE and CT compo-
nents towards HLCT excited states (Fig. 1a).43 Moreover, the
introduction of D–A segments can also enhance the carrier-
transporting ability and thereby the exciton utilization effi-
ciency of the as-prepared OLEDs.36 It has been proved that
triphenylamine is a moderate electron-donating group with a
unique space propeller conformation and thereby large steric
hindrance, which has the potential to form CT transitions with
an energy close to the LE state and thus facilitate the formation
of the HLCT state. However, reported triphenylamine-
anthracene-based blue HLCT emitters generally suffer from

Fig. 1 (a) Molecular design of D–p–A molecules. (b) Molecular structures
of TAP1 and TAP2. (c) Single crystal structure of TAP1. The grey, blue, and
white spheres denote carbon, nitrogen, and hydrogen atoms, respectively.
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poor color purity with CIEy Z 0.12 due to the adoption of electron-
accepting groups with large conjugation or strong electron-
accepting ability such as phenanthroimidazole and triazine
derivatives (Table S2, ESI†).44 Therefore, in this work, in order
to achieve blue HLCT emitters with credible color purity, N-
methylpyridine moieties with reduced conjugation and moderate
electron-accepting ability are selected as electron-accepting
groups to tune the LUMO energy and regulate the LE and CT
components. The triphenylamine-anthracene moiety is linked to
methylpyridine at the ortho-position to feature the potential
CH� � �N hydrogen bond, which can benefit the construction of
rigid structures, endowing the emitters with a high radiative
transition rate.45 It has been reported that manipulation of the
alkyl groups is a powerful tool to regulate the crystal structure and
thus optimize the photophysical properties of organic emitters for
OLEDs.46 Therefore, in this work, in order to explore the impact of
the methyl group at different positions on the crystal structure
and photophysical properties, methylpyridine moieties with the
methyl group at the para- and meta-positions are selected as the
electron-accepting groups for TAP1 and TAP2, respectively.

The molecular structures of TAP1 and TAP2 are shown in
Fig. 1b. The synthetic routes are outlined in Scheme S1 (ESI†),
and the detailed synthetic procedures are described in the ESI.†
The intermediates BrAP1 and BrAP2 were first synthesized, and
then reacted with ((4-diphenylamino)phenyl)boronic acid to
synthesize the targeted products TAP1 and TAP2 through the
Suzuki cross-coupling reaction. The two emitters were charac-
terized using 1H/13C NMR spectroscopy and mass spectrometry,
as shown in the ESI.† TAP1 and TAP2 exhibit good solubility in
common solvents such as toluene, dichloromethane, and
chloroform. Single crystals of TAP1 were grown in the dichlor-
omethane solvent covered with hexane as the top layer through
slow solvent evaporation. The crystal structure has a highly
twisted geometry with dihedral angles between anthracene and
the neighboring triphenylamine and N-methylpyridine units of
68.651 and 61.961, respectively (Fig. 1c), which suppresses
intramolecular p-conjugation to realize the blue emission.
The H� � �N distance is 2.55 Å, which falls in the range of typical
H� � �N distances for the CH���N hydrogen bond, indicating the
formation of the CH� � �N hydrogen bond and thus leading to
more rigid structure.47

Thermal and electrochemical properties

The thermal properties were investigated via thermogravimetric
analysis (TGA) and differential scanning calorimetry (DSC) mea-
surements. TAP1 and TAP2 demonstrate an outstanding thermal

stability with high decomposition temperatures (Td, corresponding
to 5% weight loss) at 466 1C and 464 1C, respectively (Fig. S1, ESI†
and Table 1). The DSC results show the high melting temperature
(Tm) values of TAP1 and TAP2 at 299 1C and 286 1C, respectively
(Fig. S2, ESI† and Table 1), which generally benefit the formation of
a uniform evaporated film for the fabrication of OLEDs. Cyclic
voltammetry (CV) measurements were conducted to investigate
the electrochemical properties of the emitters. As shown in
Fig. S3 (ESI†), the oxidation onset against the ferrocenium/ferro-
cene (Fc+/Fc) redox couple for both TAP1 and TAP2 is
0.89 eV, and the corresponding HOMO energy is calculated to be
�5.28 eV. Combined with the band gap (Eg) energy of 2.94 eV for
both TAP1 and TAP2, estimated from the onset absorption (Fig. 2a),
the LUMO energy of both TAP1 and TAP2 is calculated to be
�2.34 eV (Table 1).

Photophysical properties

The ultraviolet-visible (UV-vis) absorption and photolumines-
cence (PL) spectra of TAP1 and TAP2 in toluene (10�5 mol L�1)
are shown in Fig. 2a. Both emitters exhibit similar absorption
and emission properties. The vibronically structured absorp-
tion band in the range of 350–430 nm can be assigned to the
intramolecular charge transfer transition of the anthracene
unit, while the absorption band within 300–340 nm can be
attributed to the p-p* transitions of triphenylamine as well as
N-methylpyridine.48–51 As shown in Fig. 2a, both emitters show
blue emission peaking at 457 nm with an FWHM of 64 nm. The
absolute photoluminescence quantum yield (PLQY) of TAP1
and TAP2 in toluene was measured to be 41.7% and 36%,
respectively. Using 9,10-diphenylanthracene as the reference,
the relative PLQY was also tested and calculated to be 44.3% for
TAP1 and 65.4% for TAP2.52

The PL spectra of TAP2 and TAP1 in solvents with different
polarities are displayed in Fig. 2b for TAP2 and Fig. S4 (ESI†) for
TAP1. Both emitters exhibit a clear solvatochromic effect with a
large redshift of 91 nm in different solvents from low-polarity
hexane to high-polarity acetonitrile, which indicates that the
emitters possess intramolecular CT character in the excited
state. The correlation between the Stokes shift and the solvent
polarity is plotted in Fig. 2c for TAP2 and in Fig. S5 (ESI†) for
TAP1. According to the Lippert–Mataga equation,53 the
non-linear relationship with two independent slopes of
the fitted lines in low- and high-polarity solvents suggests the
co-existence of two different excited state characters as well as
the formation of HLCT states. The small slope in low-polarity
solvents corresponds to the small dipole moment attributed to

Table 1 Physical properties of TAP1 and TAP2

Emitter labs
a (nm) lem

b (nm) FWHMc (nm) PLQYd (%) Lifetime (ns) Eg
e (eV) HOMO/LUMO f (eV) Td/Tm

g (1C)

TAP1 355, 375, 395 457 64 41.7/44.3 1.46 2.94 �5.28/�2.34 466/299
TAP2 355, 375, 395 457 64 36.0/65.4 1.48 2.94 �5.28/�2.34 464/296

a Absorption maximum. b Emission peak. c Full width at half maximum. d Absolute PLQY (left) and relative PLQY using 9,10-diphenylanthracene as a
standard (right). e Optical energy gap measured from the absorption onset in 10�5 mol L�1 toluene. f HOMO calculated via cyclic voltammetry; LUMO
derived from HOMO and Eg. g Decomposition temperature Td and melting temperature Tm.
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the LE state, while the large slope in high-polarity solvents
corresponds to the large dipole moment attributed to the CT
states.

The formation of HLCT states can also be verified by the
lifetime measurements. The transient PL decay curves show
mono-exponential profiles with the lifetime of 1.46 ns and
1.48 ns for TAP1 and TAP2, respectively (Fig. 2d and Table 1),
which indicate that the excited state responsible for the
fluorescence emission stems from one single excited state
instead of a mixture of two separate LE and CT states.38

Based on the solvatochromic effect analysis above, it is
reasonable to infer that the LE and CT states are integrated
into a HLCT state rather than two separated components.
The HLCT feature of the two emitters can also be verified
through NTO analysis, which will be discussed in detail in
the next section. In order to visualize the formation of the
HLCT state and further explain the non-linear relationship
between the Stokes shift and the solvent polarity, the sche-
matic diagram is depicted in Fig. 2e. As the solvent polarity
increases, the LE energy level barely changes, while the CT
energy level decreases, driven by its strong interaction with
the solvent field. Therefore, for the case that the LE compo-
nent dominates the HLCT state in low-polarity solvents, the
CT energy level decreases as the polarity increases and
gradually dominates in the HLCT states, resulting in an
intercrossed character of LE and CT states and thereby a

non-linear relationship between the Stokes shift and the
solvent polarity.38

Theoretical calculations

To gain insight into the excited state features and explore the
electronic properties of the two emitters, density functional
theory (DFT) calculations were conducted using ORCA software
at the def2-TZVP basis set54 with def2/J55 or def2/JK56 as the
auxiliary basis set. The optimized molecular configurations are
shown in Fig. S6 (ESI†). TAP1 and TAP2 exhibit a twisted
geometry with dihedral angles of 69–731 between anthracene
and the neighboring triphenylamine and N-methylpyridine
moieties. Such twisted configurations not only suppress the
intramolecular p-conjugation to guarantee the pure blue emis-
sion but also limit the intermolecular p–p stacking, restraining
the energy dissipation via the non-radiative channel. As shown
in Fig. S7 (ESI†), the LUMO of TAP1 and TAP2 is localized on
the anthracene unit, while the HOMO is mainly distributed
over the triphenylamine moiety with a fraction extended to the
anthracene unit.

To further explore the excited state features of TAP1 and
TAP2, the NTOs were investigated using time-dependent den-
sity functional theory (TD-DFT) at the def2-TZVPP basis set54

with def2/J55 as the auxiliary basis set. The distributions of the
‘‘hole’’ and ‘‘particle’’ for S0-S1 transition are intuitively
displayed in the bottom and top images, respectively, of

Fig. 2 (a) UV-vis absorption and PL spectra of TAP1 and TAP2 in toluene (10�5 mol L�1). Insets show photographs of TAP1 and TAP2 in dilute toluene
under 365 nm excitation. (b) PL spectrum of TAP2 in different solvents under 355 nm excitation. (c) Solvatochromic Lippert–Mataga models of TAP2
under 355 nm excitation. Insets show photographs of TAP2 in dilute toluene (left) and acetonitrile (right) under 365 nm excitation. (d) Lifetime decay
curves of TAP1 and TAP2 in toluene (10�5 mol L�1). (e) Illustration of HLCT state formation in solvents with different polarities.
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Fig. 3a. The large overlap and the partial separation of the
‘‘hole’’ and ‘‘particle’’ orbitals reveal the HLCT features of the
S0-S1 transition. Combining analyses of the solvatochromic
effect, transient PL decay curves, and NTO calculation results,
it is reasonable to come to the conclusion that the two
emitters are HLCT-type materials. For the S0-T1 transition,
the ‘‘hole’’ and ‘‘particle’’ are both localized on the anthracene
unit (Fig. S8, ESI†), exhibiting a clear LE feature. Interestingly,
the S0-T2 transition is verified to behave as an HLCT transi-
tion, since its ‘‘hole’’ and ‘‘particle’’ present a partial overlap
and partial separation character (Fig. S9, ESI†). To gain insight
into the RISC process, the energy level arrangements and
spin–orbit coupling (SOC) matrix elements were analysed. As
shown in Fig. 3b, the two emitters exhibit a large energy gap
between T1 and T2 (1.29 eV) but a small energy gap between S1

and T2 (0.01 eV), which can suppress the interconversion
transition from T2 to T1 and trigger the spin-flip at high-
lying excited states, enabling a fast hRISC process from T2 to
S1 and thus realizing the efficient triplet exciton utilization.
The calculated high SOC constant (0.36 cm�1) further verifies
the efficient spin-flip between S1 and T2. On the basis of the
structure, properties, and theoretical calculation analyses, the
two emitters show similar optimized molecular structures
(Fig. S6, ESI†) as well as nearly identical photophysical
properties (Fig. 2 and Fig. S4 and S5, ESI†) and energy
level distributions (Fig. 3), which indicate that the methyl
group at the para- or meta-position in methylpyridine has a
negligible effect on the crystal structure and photophysical
properties of TAP1 and TAP2. All of these results demonstrate
that our designed strategy of introducing the p-conjugated
anthracene unit into an appropriate D–A segment is a prac-
tical approach to finely tune the excited state features and
thus construct versatile HLCT emitters for high-performance
blue OLEDs.

Electroluminescence properties

To explore the potential application of TAP1 and TAP2 for blue
OLEDs, their electroluminescence (EL) performance was investi-
gated. Through the thermal evaporation method, the doped OLEDs
were fabricated with the device structure of ITO/HATCN(15 nm)/
TAPC(60 nm)/TCTA(5 nm)/EML(20 nm)/TmPyPB(45 nm)/LiF/Al
(Fig. 4a), in which 1,4,5,8,9,11-hexacarbonitrile (HATCN), di-(4-
(N,N-ditolylamino)phenyl)cyclohexane (TAPC), tris(4-carbazoyl-9-
ylphenyl)amine (TCTA), and 1,3,5-tri(m-pyrid-3-yl-phenyl)benzene
(TmPyPB) act as the hole-injecting, hole-transporting, exciton-
blocking, and exciton-transporting layers, respectively (Fig. S10,
ESI†). As for the emitting layer, 9-[4-(10-phenyl-9-anthryl)phenyl]-
9H-carbazole (CZPA) was selected as the host matrix due to its
appropriate energy level and effective energy transfer for the blue
fluorescent emitters.57,58 The doping concentration of the TAP1
and TAP2 devices is 7% and 10%, respectively. The PL spectra of
the pure CZPA film, the CZPA:7% TAP1 film, and the CZPA:10%
TAP2 film are displayed in Fig. S11 (ESI†). The different emission
profiles of the host and doped films show that the EL of the OLEDs
is from the emitters instead of the host materials, which indicates
efficient energy transfer from the CZPA host to the TAP1 and TAP2
emitters.

The EL performance features of the fabricated OLEDs are
illustrated in Fig. 4, and some critical parameters are summar-
ized in Table 2. Both devices exhibit a low turn-on voltage
(3.8 V), indicating the high carrier mobilities of the emitters
and the small injection barriers in the devices. As shown in
Fig. 4b, the TAP1 and TAP2 devices show similar blue emissions
peaking at 455 nm, while the TAP2 device possesses a narrower
emission band with an FWHM of 45 nm and a better corres-
ponding color purity with CIE coordinates of (0.14, 0.10)
compared with the TAP1 device (FWHM of 52 nm, CIE coordi-
nates of (0.15, 0.11)). Moreover, the TAP2 device also shows a

Fig. 3 (a) NTO distributions for the S0-S1 transition and (b) energy level
diagrams including SOC constants (x) of TAP1 (left) and TAP2 (right).

Fig. 4 (a) Energy level diagram; (b) electroluminescent spectra (inset
shows the corresponding CIE coordinates); (c) luminance–voltage–
current density plots and (d) efficiency–luminance characteristics of the
blue OLEDs.
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higher EQEmax of 5.53% and a higher maximum luminance
(Lmax) of 4751 cd m�2 compared with that of the TAP1 device
(EQEmax = 5.16%, Lmax = 3198 cd m�2), while the maximum
power efficiency and the maximum current efficiency of the two
devices are comparable, as shown in Table 2. Surprisingly, both
devices exhibit extremely low efficiency roll-off values of 1% and
0.5%, which are maintained at 5.11% for TAP1 and 5.50% for
TAP2 at the practical brightness of 1000 cd m�2, which are
among the best for blue HLCT emitters.23,37,40 This can be
attributed to the large energy gap between T1 and T2 (1.29 eV)
and the small energy gap between S1 and T2 (0.01 eV), which
enable a fast hRISC process from T2 to S1 and thereby a
suppressed efficiency roll-off.

The exciton utilization efficiency for the two devices is
estimated to be 41–77% by employing the absolute PLQY and
28–58% by employing the relative PLQY,40,59,60 which far exceed
the upper limit of 25% spin statistics for conventional fluor-
escent OLEDs, indicating the efficient triplet–singlet conver-
sion process in the EL process. The calculation process is
described in the ESI.† Based on the excited state energy levels
and NTO distribution analysis above, the similar HLCT feature
for the NTOs of S1 and T2 excited states together with the
lifetime at the nanosecond scale as well as the small energy gap
and large SOC constant between the S1 and T2 energy levels
suggest that the hRISC from T2 to S1 could serve as an efficient
approach to harvest the triplet exciton and thus boost the
exciton utilization efficiency.30,32 Our results demonstrate that
the OLEDs based on HLCT emitters with the advantages of a
high EQE, a low efficiency roll-off, and good color purity are
promising candidates for high-performance blue OLEDs.

Conclusions

In summary, we have successfully designed and synthesized
two blue HLCT fluorescent emitters TAP1 and TAP2 by grafting
a conjugated anthracene unit in the triphenylamine and
N-methylpyridine (D–A) segment. Theoretical calculations have
revealed the large overlap and partial separation of ‘‘hole’’ and
‘‘particle’’ orbitals for the S1 excited states, demonstrating the
HLCT nature of the emitters. Together with a clear solvatochro-
mic phenomenon, we have shown that introducing the
p-conjugated anthracene unit into an appropriate donor–accep-
tor segment is an effective strategy to finely regulate the LE and
CT components and construct versatile HLCT emitters. Bene-
fiting from the advantages of the large transition moment and
high exciton utilization efficiency for HLCT emitters, blue
OLEDs with TAP2 or TAP1 as emitters exhibit good color purity

and high efficiency with CIE coordinates of (0.14, 0.10) and
(0.15, 0.11), narrow FWHM values of 45 nm and 52 nm, and
EQEmax values of 5.53% and 5.16%, respectively. What is more,
both devices exhibit extremely low efficiency roll-off values of
1% and 0.5%, retained at 5.50% for TAP2 and 5.11% for TAP1
at the practical brightness of 1000 cd m�2. Finally, based on
their transient PL decay curves, excited state energy levels and
NTO analysis, we have proposed that hRISC from T2 to S1 can
serve as an efficient approach to harvest the triplet excitons and
thus boost the exciton utilization efficiency. This work demon-
strates that the rational design of HLCT emitters is a promising
strategy towards high-performance blue OLEDs.
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Table 2 Critical parameters for the EL performance of OLEDs based on TAP1 and TAP2

Device lEL
a (nm) EQEb (%) CIE (x, y) FWHMc (nm) Von

d (V) Lmax
e (cd m�2) CEf (cd A�1) PEg (lm W�1) Zr

h (%)

TAP1 455 5.16 (0.15, 0.11) 52 3.8 3198 5.228 3.719 41.25–61.87
TAP2 455 5.53 (0.14, 0.10) 45 3.8 4751 5.041 3.264 51.20–76.81

a EL emission peak. b Maximum external quantum efficiency. c Full width at half maximum of EL spectra. d Turn-on voltage at the luminance of
1 cd m�2. e Maximum luminance. f Maximum current efficiency. g Maximum power efficiency. h Exciton utilization efficiency estimated from the
absolute PLQY.
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