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imetric analysis of microplastics
dispersed in aqueous media polluted by Pb2+ ions†

Davide Lascari, a Salvatore Cataldo, ab Nicola Muratore, a

Giuseppe Prestopino, c Bruno Pignataro, a Giuseppe Lazzara, ab

Giuseppe Arrabito *a and Alberto Pettignano *ab

The rapid differentiation between polluted and unpolluted microplastics (MPs) is critical for tracking their

presence in the environment and underpinning their potential risks to humans. However, the quantitative

analysis of polluted microplastics on the field is limited by the lack of rapid methods that do not need

optical analysis nor their capture onto sophisticated electrochemical sensor platforms. Herein, a simple

analytical approach for MPs dispersed in aqueous media leveraging electrochemical impedance

spectroscopy (EIS) analysis on screen-printed sensors is presented. This method is demonstrated by the

EIS-based analysis of two standards of microplastics beads (MPs), one of polystyrene (PS) and one of

polystyrene carboxylated (PS-COOH), when exposed to aqueous solutions containing Pb2+ ions. The

adsorption of Pb2+ ions on the MPs was quantitatively determined by voltammetric analysis. EIS

permitted to rapidly (about 2 minutes) differentiate clean MPs from the Pb2+ polluted ones. These results

could constitute a first-step towards the realization of a portable impedimetric sensor for the

quantification of microplastics polluted by metal ions in aqueous solutions.
Introduction

Plastic waste in the ocean is predicted to reach 29 million
tonnes in 2029. This continuous diffusion of plastic waste in the
aquatic environment and their effects have become among the
main subjects of study of the worldwide scientic community.1

Due to the degradation environmental phenomena of different
type of plastic polymers, their morphological characteristics are
highly variable, as well as the size of their particles that can
reach themicro and nanometre ranges (MPs, NPs). Indeed, MPs
can be considered as small plastic debris whose sizes is less
than 5 mm (0.20 in) in length, according to the European
Chemicals Agency.2 They can be further classied as primary
MPs if their size is equal or below 5 mm or secondary MPs if
they are produced by the fragmentation of larger plastic prod-
ucts. Both types are recognized to persist in the environment at
high levels, particularly in aquatic and marine ecosystems,
where they cause water pollution.3 The MPs toxicity stems from
their intrinsic effect upon oxidative stress, presence of thermal
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stabilizers and UV stabilizers and, remarkably given their ability
to act as substrates that are able to adsorb toxic substances
which are in the environment. The third aspect is particularly
important, as both NPs and MPs can adsorb a great variety of
toxic chemicals (toxic metal ions, organic pollutants like dyes or
antibiotics) from the surrounding seawater and transfer them
to marine organisms.4

In order to quantify the amount of adsorbed toxic pollutant,
it is important to understand the pollutants adsorption mech-
anism on the MPs surface and the main factors governing it.
Among them, a remarkable effect is played by the presence of
surfactants causing typically hydrophobic MPs to become more
hydrophilic, that might enhance the adsorption of hydrophilic
pollutants by electrostatic interactions. Indeed, literature
reports have demonstrated that surfactant increased MPs
adsorption of lead,5 antibiotics6 and other organic pollutants.7

Such synergic surfactant-MPs effect can results in increased
toxicity, as observed in Daphnia magna model organisms8 or
even affect surface roughness of seawater waves.9

To this aim, it becomes fundamental to develop rapid MPs
detection and quantication methods in aquatic systems.10,11

Some specic methods for microplastics analysis have been
developed, underpinning different analytical approaches. The
most relevant analytical methodologies include Fourier trans-
form infrared spectroscopy,12 Nile red staining,13 Raman spec-
troscopy,14 gas chromatography/mass spectroscopy,12 some of
them are also implemented as portable sensor devices.15 Elec-
troanalytical methods are also intensively studied,11 in
This journal is © The Royal Society of Chemistry 2024
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particular dielectrophoresis16 and impedance spectroscopy17

permitting rapid analysis within microuidic devices.
In particular, electrochemical impedance spectroscopy (EIS)

could represent a suitable approach, since it allows for the
analysis of the kinetic and mechanistic processes of electro-
chemical systems, resulting in chemical and biological
sensors.18 Our group has shown the ability to determine the size
and speed of oil dispersed in water by impedance measure-
ments in a lab-on-chip microuidics system.19 EIS allows the
electrical analysis of single cells, enabling the differentiation
between living organism to MPs and the chemical identication
of MPs, as already shown in the pivotal article by Colson and
coworkers.17 This approach has been recently extended to other
electrochemical sensor platforms, resulting in the determina-
tion of polystyrene MPs at different particle size ranges.20 Screen
printed sensors have also been used for capturing microplastics
by microrobots and impedance detection,21 allowing the rapid
detection of microplastic in both experimental and environ-
mental samples.

All these approaches can accurately detect microplastics with
good sensitivity and selectivity, showing good potential for fast
screening of many types of standard polymers. EIS typically
enables the quantication of MPs by a faradaic signal trans-
duction on the working electrode which is, however, not able to
distinguish virgin vs. polluted MPs.21 To bridge such gap, this
work shows the analysis of two standards of MPs beads, one of
polystyrene (PS) and one of carboxylated polystyrene (PS-COOH),
which adsorb Pb2+ ions on their surfaces. The two standards of
MPs contained traces of the anionic surfactant sodium dodecyl
sulphate (SDS). The two different types of standard MPs used in
this study (PS and PS-COOHMPs) have been chosen to explore the
possible different adsorption ability under two signicantly
different experimental conditions, supposing that smaller and
carboxy-terminated PSs might be able to adsorb a higher amount
of Pb2+ ions. The PS-COOH MPs might in principle represent
a model system for testing Pb2+ ions adsorption onto surface
oxidated and smaller sized MPs, originated from larger PS MPs.
The adsorption of lead ions was quantied by voltammetric
measurements and the adsorption isotherms of lead ions on the
MPs were determined. EIS of few mL of MPs dispersion in ultra-
pure water allows for a rapid (about 2 minutes), electrochemical
mediator-free, sensitive detection of the MPs. “Clean” MPs were
rapidly differentiated from the polluted ones as a result of their
different electrochemical properties. SEM, EDS, z potential and
FT-IR characterizations were conducted on the MPs exposed to
Pb2+ ions, adding further knowledge on the effect of Pb2+ ions
exposure, corroborating the ndings obtained by EIS. Additional
adsorption experiments of Pb2+ ions were conducted with MPs of
polystyrene “surfactant free” prepared from pellets of the polymer
(PS*) to take into account the effect of surfactant on the adsorp-
tion of the toxic metal ion.

Experimental
Materials

The standard MPs suspensions used in this article were PS
(Thermo Fisher Scientic, 10% w/v, 0.37 mm particle diameter)
This journal is © The Royal Society of Chemistry 2024
and PS-COOH (Polysciences, Inc., 2.6% w/v, 0.19 mm particle
diameter). Both standard MPs suspensions contain trace of the
surfactant sodium dodecyl sulphate (SDS). Polystyrene MPs
were also obtained from pellets of the polymer (Sigma-Aldrich)
solubilized in CHCl3 (VWR, HiPerSolv CHROMANORM® R for
HPLC). All the aqueous solutions/dispersions were obtained
using CO2-free ultrapure water (r $ 18 MU cm−1). The aqueous
solutions containing Pb2+ ions were prepared by dissolving in
water the appropriate quantities of the Pb(NO3)2 salt (Sigma-
Aldrich, purity equal to 99.999%). The ionic strength of the
solutions was brought to the desired value using NaNO3 salt
(Sigma-Aldrich, purity of 99.0%) as the ionic medium. The pH of
the Pb2+ aqueous solutions was adjusted with diluted solutions
of HNO3 and NaOH, prepared from standard solutions of NaOH
0.5 M (Sigma-Aldrich) and HNO3 1 M (Sigma-Aldrich). The
calibration of the potentiometric cell used to perform the pH
measurements of the aqueous solutions was carried out using
buffer solutions at three different pH (7.00 ± 0.02; 4.01 ± 0.02
and 9.21 ± 0.02) (METTLER TOLED InLab® Solutions). The
calibration of the voltammetric cells, subsequently used for the
quantitative analysis of the Pb2+ ions, was carried out using
a standard solution of Pb2+ 1000 ± 2 mg L−1 in HNO3 2%
(Sigma-Aldrich). SDS (Sigma-Aldrich with purity grade $ 98%)
has been added to some MPs suspensions to facilitate the
dispersion of microplastics in water or to evaluate the effect of
surfactant on the toxic metal ion adsorption.

Preparation of polystyrene MPs from pellets

Polystyrene MPs were also prepared from pellets of the polymer
with the aim of having MPs particles without surfactant (PS*).
To this end, 4.6 g of pellets were dissolved in 230 mL of CHCl3.
The mixture was stirred on a magnetic stirrer at room temper-
ature until complete dissolution. Then, the mixture was trans-
ferred into different Petri dishes which were covered with lter
paper. Aer solvent evaporation, the polystyrene membranes
were peeled from the Petri dishes, cut into small pieces and
shredded with a grinder. A microscope-mounted digital camera
(Digitus-DA-70351) was used to capture an optical image of PS*
sample, which was analysed by ImageJ soware (Fig. S5†) in
order to estimate the size of PS*.

Voltammetric determination of Pb2+ ions

The concentration of Pb2+ ions in aqueous solutions used in
metal ion adsorption experiments was determined by differen-
tial pulse anodic stripping voltammetry (DP-ASV) using a vol-
tammetric system (663 VA Stand-Metrohm) combined with
a potentiostat (AUTOLAB, Utrecht, Netherlands), coupled to the
interface (IME 663) for the management of the mercury elec-
trode, and managed by the NOVA v. 1.10 soware. The vol-
tammetric cell used consisted of three electrodes: a Multi Mode
Electrode Pro-Metrohm working electrode used in “Static
Mercury Drop Electrode (SMDE)” mode, a graphite auxiliary
electrode and a double-junction Ag/AgCl/KCl reference elec-
trode (3 mol L−1). The cell parameters were the following:
deposition potential (V): −0.55 V, deposition time: 1 s, balance
time: 10 s, potential range: −0.55–0.20 V, scan speed 0.01 V s−1,
Anal. Methods, 2024, 16, 7654–7666 | 7655
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potential step 5 mV, modulation amplitude 50 mV, modulation
time 0.01 s, time interval: 0.5 s. The calibration curve for the
Pb2+ ion was constructed in the concentration range 0–
15 mg L−1 with aqueous solution containing the ionic medium
NaNO3 0.1 mol L−1 at pH = 5.

Electrochemical impedance spectroscopy (EIS)

EIS measurements were carried out to quantify the MPs
concentration in aqueous solutions and to evaluate the effect of
surfactant on impedance measurements. To this aim, a minia-
turized serigraphic electrochemical sensor with three screen-
printed electrodes on a polyester substrate (ItalSens Carbon
SPE, PalmSens) was employed. The sensor was connected to
a potentiostat (AUTOLAB, Utrecht, Netherlands) interfaced to
a computer through the NOVA 2.1.5 soware. The sensor con-
sisted of the following electrodes: a graphite working electrode
(3 mm in diameter), an Ag pseudo-reference electrode and
a graphite auxiliary electrode. The experimental conditions
were the following: frequency range 500 kHz–0.1 Hz, ten
frequencies per decade, 10 mV frequency amplitude, sinusoidal
wave type and scan duration time equal to 212 s.

Fourier-transform infrared (FTIR), z potential measurements
and SEM-EDX experiments

FTIR spectra were recorded using a single beam FTIR spec-
trometer (FT/IR-4X, Jasco Corp.) coupled with the ATR-PRO4X
(ZnSe prism) single reection accessory with an angle of inci-
dence of 45° and contact area with diameter of 2.5 mm. The
scan range was set to 500–7000 cm−1, with an accumulation of
60 and a wavenumber resolution of 2 cm−1.

Further experiments aimed at analysing the interaction of
MPs with the Pb2+ ion were carried out through z potential
measurements with the Zetasizer Nano ZS instrument (Malvern
Instruments, Worcestershire, United Kingdom) exploiting the
“M3-PALS” technique. Several suspensions of PS and PS-COOH
0.001% w/v were prepared and each of these was placed in
contact with 10 mL of solutions containing a variable concen-
tration of Pb2+ ions (2–20 mg L−1) in NaNO3 0.1 mol L−1 at pH=

5.0. All prepared suspensions were shaken for 24 h and there-
aer, on each of them the z potential was measured.

SEM-EDX measurements to analyse the two MPs before and
aer the adsorption of Pb2+ ions were carried out by means of
a scanning electron microscope with eld emission gun (FEG-
SEM) model Tescan Mira-3 (TESCAN, Brno, Czech Republic),
operated at 30 keV energy and 3 nA electron beam current,
equipped with an energy dispersive X-ray spectroscopy (EDX)
detector (Oxford Xplore 30, United Kingdom). Samples of MPs
with adsorbed Pb2+ were obtained by washing several times with
ultrapure water. Aerwards, they were le to dry overnight at
313.15 K in an oven (Thermo Electron Corporation, Waltham,
Massachusetts, United States). The measurements were carried
out to analyse the differences features of MPs between PS and
PS-COOH pre and post Pb2+ ion adsorption. Two suspensions
that did not contain the Pb2+ ions were prepared under the
same treatment and the same experimental conditions (NaNO3

0.1 mol L−1, at pH = 5.0 and T = 298.15 K) as those containing
7656 | Anal. Methods, 2024, 16, 7654–7666
the metal ion (stirring for 24 h, centrifugation, washing and
drying in the oven).

Pb2+ adsorption isotherms determination

The adsorption isotherms of Pb2+ ions onto PS and PS-COOH
MPs were studied by determining the concentration of the
metal ion in solution by DP-ASV analysis. Suspensions con-
taining 10–150 mg of PS MPs and different concentrations of
Pb2+ ions (cPb2+ = 1–15 mg L−1) at pH = 5.0 and in NaNO3

0.1 mol L−1 at the nal 7.1–8.5 mL volume range were prepared.
Similarly, suspensions of PS-COOH containing different
amounts of PS-COOH (0.4–2.6 mg) and Pb2+ ions (cPb2+ =

10 mg L−1) at pH= 5.0 and NaNO3 0.1 mol L−1 were prepared at
the nal volume in the range 7.03–8.00 mL. All the prepared
suspensions were vortexed for 24 hours using an orbital mixer
(model M201-OR, MPM Instruments, Bernareggio, Italy) and
then centrifuged for 45 minutes at 9000 rpm (Thermo Electron
Corporation's IEC CL31). The supernatants were recovered and
analysed by DP-ASV.

The effect of surfactant (present in traces in both the stan-
dards of PS and PS-COOH MPs used in this study) on the Pb2+

adsorption was evaluated carrying out additional isotherm
experiments with the MPs of polystyrene surfactant free (PS*).
Different amounts of PS* MPs (40–400 mg) were placed in
Erlenmeyer asks with 30 mL of Pb2+ aqueous solution (cPb2+ =

2–15 mg L−1) containing NaNO3 0.1 mol L−1, at pH = 5.0 and T
= 298.15 K. The suspensions were stirred by an orbital shaker
for 48 h and then ltered with 0.45 mm lters. The supernatants
were collected for the subsequent Pb2+ determination. The
experiment was replicated with Pb2+ solutions, at the same
experimental conditions, containing the surfactant SDS
0.1 mmol L−1.

EIS measurements

Several suspensions of PS and PS-COOH MPs at different
concentration were prepared (ranging from 0.001 to 0.2% w/v
for PS-COOH and from 0.01 to 0.2% w/v for PS) by dispersing
the appropriate volume of standard suspension in 10 mL
ultrapure water. EIS measurements were conducted on the
prepared suspensions to quantify the concentration of MPs
dispersed in water. Other EIS measurements were carried out
on the MPs suspensions recovered from the samples used for
DP-ASV experiments to investigate the electrochemical differ-
ences between clean and Pb2+ adsorbed MPs. To this aim, 5 mg
of the deposited MPs were recovered and dispersed in 10 mL of
distilled water. To ensure better dispersion, 3 drops (each of 140
mL) of SDS (0.01% w/v) were added to the 10 mL initial
suspension and le to agitate for 45 minutes. An aliquot of
0.15 mL of each prepared suspension was used to perform the
EIS analysis.

Results and discussion

Initially, the adsorption properties of the PS and PS-COOH MPs
were evaluated by preparing MPs–Pb2+ ion suspensions at
different cMPs/cPb2+ ratios. Differential Pulse Anodic Stripping
This journal is © The Royal Society of Chemistry 2024
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Fig. 1 Adsorption isotherms of Pb2+ ions onto PS (red circles) and PS-
COOH MPs (black squares) in aqueous solutions containing NaNO3

0.1 mol L−1, at pH = 5.0 and T = 298.15 K. The experimental data were
fitted with Langmuir isothermmodels (continuous line) and Freundlich
(dotted line), isotherm models.

Table 1 Freundlich and Langmuir isotherm parameters for the Pb2+

adsorption onto PS MPs in aqueous solution containing NaNO3

0.1 mol L−1, at pH = 5.0 and T = 298.15 K

Langmuir

qm
a KL

b R2

2100 � 600 0.05 � 0.02 0.9679

Freundlich

KF
c n R2

120 � 20 1.4 � 0.2 0.9637

a mg g−1. b L mg−1. c L1/n g−1 mg mg−1/n.

Fig. 2 Analysis of the z potential of (a) PS and (b) PS-COOH MPs as
a function of cPb2+.
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Voltammetry measurements were carried out to measure the Pb2+

ions adsorbed by the two MPs at the equilibrium, similarly to our
previous studies.22,23 The qe vs. ce data of both MPs are reported in
Fig. 1. The calculated qe values did not allow to obtain experi-
mental data suitable for modelling study of the PS-COOH MPs.
Differently, in the case of PS MPs, the acquired experimental data
were processed with the non-linear forms of Langmuir (eqn (1))
and Freundlich (eqn (2)) isotherm equations whose parameters
values are reported in Table 1 together with their experimental
errors and the values of the statistical parameter R2 of the ts. Both
MPs have an adsorbent capacity towards the Pb2+ ions up to a few
thousand of mg g−1 in the analysed lead concentration range. In
particular, the maximum adsorption ability of PS MPs calculated
by Langmuir equation was 2100 mg g−1. The presence of carboxyl
groups in the MPs of PS-COOH makes the adsorbent capacity of
this microplastic slightly higher than that of PS MPs with the
highest qe value of 2760 mg g−1.

qe ¼ qmKLCe

1þ KLCe

(1)

qe = KFCe
1/n (2)
This journal is © The Royal Society of Chemistry 2024
The calculated qe values well agree with data reported in
previous literature reports (see Table S1†).

From the z potential characterization of the two MPs (Fig. 2)
it can be seen that suspensions that do not contain Pb2+ ions
have a negative value of z. The negative surface charge is likely
due to the presence of anionic surfactant in the standard MPs
beads suspensions used in the experiments. Indeed, SDS
surfactant is added in trace amounts by the manufacturers of
the two MPs suspensions as a stabilizer in order to avoid
aggregation or sedimentation. Both types of MPs, in the
absence of Pb2+ ions, have values of z approx. −30 mV and this
means that the two suspensions can be classied as stable
suspensions.24 As the concentration of Pb2+ ions increases, the
absolute value of the z potential of the suspensions decreases.
Electrostatic interactions between the Pb2+ ions and the two
MPs reduce their surface charge. As a result, an increase in the
adsorbed Pb2+ ions leads to a decrease in net surface charges
and thus to a lower absolute value of the z potential. The
decrease in the absolute value of z potential with increasing
concentration of Pb2+ in solution does not follow a linear rela-
tionship but reaches a plateau. This point corresponds to the
achievement of the saturation of the surface of the two types of
MPs particles. Interestingly, the saturation phenomenon occurs
for both MPs with a relatively small increment of the z potential
which is calculated as the difference between the absolute value
of the saturation potential z and the absolute value of the z

potential immediately preceding saturation. The relatively
Anal. Methods, 2024, 16, 7654–7666 | 7657
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Fig. 3 SEM images of PS MPs pre- (a) and after Pb2+ absorption qe = 480 mg g−1 (b) and qe = 780 mg g−1 (c). SEM images of PS-COOH MPs pre-
(d) and after Pb2+ absorption qe = 420 mg g−1 (e) and qe = 1380 mg g−1 (f).

Table 2 Semiquantitative determination of the elements on MPs of PS
and PS-COOH

MPs sample (qe)
a Pbb (wt%)

PS (0) 0.01
PS (480) 0.02
PS (780) 0.03
PS-COOH (0) 0.01
PS-COOH (420) 0.03
PS-COOH (1380) 0.04

a mg g−1. b s = 0.01.
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small increase in z indicates that the amount of Pb2+ ions
required to saturate the surface of the two MPs is also small and
therefore, in agreement with the results obtained from the
adsorption experiments, the adsorption capacity of PS and PS-
COOH is to be considered rather low. Finally, the graphs ob-
tained from these experiments show that the z potential value at
which saturation is reached remains negative for both PS and
PS-COOH particles. This suggests that the stoichiometry of
interaction between metal ions and negative surface charges is
different from the ratio of 1 : 1.

The important role of surfactant traces in the Pb2+ uptake
onto both the MPs emerged from z potential measurements
have been further investigated carrying out additional Pb2+

adsorption isotherm experiments with PS* MPs (surfactant free
MPs, see previous section) in aqueous solutions containing
NaNO3 0.1 mol L−1, at pH = 5.0, with and without the addition
of SDS 0.1 mmol L−1. The qe vs. ce values and the parameters
values of Langmuir and Freundlich isotherm models are re-
ported in Fig. S4 and Table S5 of ESI,† respectively. The
maximum adsorption capacity of PS* increases when the Pb2+

solution contains the surfactant (qm = 535 and 198 mg g−1 in
presence and in the absence of SDS 0.1 mmol L−1, respectively)
conrming the fundamental role of SDS. The qm value of PS*
MPs lower than that of PS MPs can be attributed to the lowest
surface area of PS* MPs. Indeed, the PS* MPs particle size of
0.2–1.5 mm, estimated from micrograph analysis (see Fig. S5 of
ESI†), is three orders of magnitude higher than that of PS MPs
beads (0.37 mm).

Going back to the investigation on the two standard MPs
beads, Fig. 3 shows the SEM images of PS and PS-COOH MPs,
obtained at magnications of 60 000×. From the SEM images,
there is no difference in the morphology of PS and PS-COOH
particles pre- (Fig. 3a and d) and post (Fig. 3b, c, e and f) the
adsorption process of Pb2+ ions. The average particle size
7658 | Anal. Methods, 2024, 16, 7654–7666
measured by the SEM images is in the range 360–370 nm for PS
particles and 160–170 nm for PS-COOH particles, in accord to
the data provided by the manufacturers. Aer adsorption of
Pb2+ ions, particle sizes show no signicant morphological
change in either case. However, the presence of traces of the
metal ion on the surfaces of the particles of the two types of MPs
aer Pb2+ adsorption was conrmed by the acquisition of the
EDS spectra reported in Fig. S1.† The spectral region related to
transitions to the electron shell “L” with energies ranging from
10 to 15 keV show that the Pb2+ ion is present on the surface of
the particles of both types of MPs.

In fact, in both the case of PS and PS-COOH, the peaks due to
the electronic transition's characteristic of the Pb element are
found. The same gure reports both the spectra of PS and PS-
COOH MPs before and aer adsorption of Pb2+ at different
values of qe. It should be emphasized that the intensity of the
peaks related to the electronic transitions of the Pb, in both
spectra, is particularly low. A semi-quantitative analysis of the
elements present on the surface of the MPs spectra has been
carried out from the area of all the peaks of the EDS spectra, the
results of which are reported in Table 2. It can be observed that
the two MPs are able to adsorb only traces amounts of Pb2+ ion.
This journal is © The Royal Society of Chemistry 2024

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d4ay01324g


Fig. 4 (a) FT-IR spectra of PS MPs pre- (black line) and post-adsorp-
tion of Pb2+ ions at qe = 480 mg g−1 (red line) and qe = 780 mg g−1

(green line). (b) FT-IR spectra of PS-COOH pre- (black line) and post-
adsorption of Pb2+ ions at qe = 420 mg g−1 (red line) and qe = 1380 mg
g−1 (green line).

Paper Analytical Methods

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 2

9 
A

ug
us

t 2
02

4.
 D

ow
nl

oa
de

d 
on

 1
2/

8/
20

25
 1

1:
40

:5
8 

A
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n 

3.
0 

U
np

or
te

d 
L

ic
en

ce
.

View Article Online
This is again in agreement with the adsorption experiments
carried out by voltammetric measurements.

Fig. 4 shows the FTIR spectra of PS (Fig. 4a) and PS-COOH
(Fig. 4b) PS MPs. The two samples display an identical peak
pattern which is characteristic of polystyrene.25,26 Briey, the
absorption peaks at the wavenumbers of 3082, 3060 and
3026 cm−1 are due to aromatic C–H stretching vibration
absorption; the absorption bands at 2923 and 2848 cm−1 can be
Fig. 5 (a) Nyquist plots of PS dispersed in water at different concentrat
circles); 0.02% w/v (cyan circles); 0.01% w/v (magenta circles); (b) Nyqu
0.052% w/v (red squares); 0.026% w/v (green squares); 0.0104% w/v (blue

This journal is © The Royal Society of Chemistry 2024
ascribed to the asymmetric and symmetric stretching vibrations
of methylene groups –CH2; the three absorption peaks at the
wavenumbers of 1601, 1493 and 1452 cm−1 are due to aromatic
C]C stretching vibration absorption; the absorption peaks at
the wavenumbers of 757 and 697 cm−1 correspond to C–H out-
of-plane bending vibration absorption. As expected, the
carboxylated microspheres show an additional peak at
1700 cm−1 which is characteristic of the C]O bond on the
carboxyl group.27 The absence of signicative effects due to the
Pb2+ ion adsorption on the FT-IR spectra can be attributed to
low amount of absorbed Pb.

EIS measurements were carried out on PS and PS-COOH
suspensions in ultrapure water. The Nyquist plots reported in
Fig. 5 clearly show that for both samples, PS (Fig. 5a) or PS-
COOH MPs (Fig. 5b). It is evident that the higher is the
concentration of the PS or PS-COOH MPs, the lower is the total
impedance of the suspension. This might seem counterintuitive
given the hydrophobicity of PS, however the negative charges on
the surface of PS and PS-COOH particles are mainly ascribed to
the presence of the SDS surfactant, that increases the hydro-
philicity of the MPs.5,6 The ions transport in ultrapure water
includes parallel contributions due to the double-layer capaci-
tance and electrode–water interface, taking into account
capacitive reactance phenomena at high frequencies.28 The
Nyquist plot for ultrapure water (reported in Fig. S2†) shows
a small semicircle at high frequencies due to the graphite/water
interface, which can be described by a contact resistance (Rc)
and two constant phase elements (CPE), all these elements are
ascribed to capacitive reactance. Differently, the larger semi-
circle in the intermediate-frequency region is due to the elec-
tron transfer through the electrolytes/graphite interface. In this
process, the double layer resistance (Rdl) in series and the
Warburg impedance (W) modelling the electrolyte diffusion
process are in parallel with the double-layer capacitance (Cdl).
The tting parameters are reported in Table S2.†MPs dispersed
in water lead to one semicircle in the Nyquist plot, whose width
is inversely dependent on the concentration of PS/PS-COOH
MPs. This observation can be explained by considering an
ions: 0.67% w/v (red circles); 0.2% w/v (green circles); 0.1% w/v (blue
ist plots of PS-COOH dispersed in water at different concentrations:
squares); 0.005% w/v (cyan squares); 0.0026% w/v (magenta squares).

Anal. Methods, 2024, 16, 7654–7666 | 7659
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equivalent circuit model in which SDS forms a capacitance
double layer around the MPs, resulting in an EIS of the
suspensions modelled as a modied equivalent Randles circuit
similar to one reported by Véliz et al.,29 in which the impedance
spectrum is a dielectric dispersion of the MPs double layer.30

The charged MPs dramatically change the electrical behav-
iour of ultrapure water. Notably, PS MPs Nyquist spectra can be
tted by using the same equivalent circuit used for ultrapure
water, especially at low MPs concentrations. However, the
higher is the concentration of PS MPs, the smaller become the
semicircle radii eventually merging into a single one, which in
turn simplies the model circuit. Differently, in the case of PS-
COOH MPs, only one semicircle is observed even at low
concentrations. This might be due to the higher amount of SDS
counterions and/or the surface charges of the PS-COOHMPs. In
this regard, SDS molecules are described to determine a capac-
itive reactance in accord with previous results.31–34 Accordingly,
it is possible to introduce a CPE35 (CPE1) in the equivalent
circuit in series with the double layer resistance (Rdl) and the
Warburg impedance (W) modelling the electrolyte diffusion
process in parallel with the double-layer capacitance (Cdl), as
reported in the model circuit (herein dened as circuit 1) in
Fig. 6. Similarly, the Warburg impedance used for the t also
does not show signicant differences that can be of interest for
the analysis. These results are in accord with Vidal et al.36 who
found that Cdl values do not change upon MPs adsorption on
the working electrode, given that the electrode surface cannot
be covered by the MPs layer and, as a consequence, it does not
become an insulator. Differently, the Rdl value is inversely
Fig. 6 Linear response of 1/Rdl vs. microplastic concentration using
circuit 1 for (a) PS and (b) PS-COOH MPs. The inset shows the
equivalent circuit used for fitting the data of the Nyquist plots of PS and
PS-COOH MPs dispersions in water.

7660 | Anal. Methods, 2024, 16, 7654–7666
dependent on the MPs concentration for both PS and PS-COOH
MPs, in accord with the increase in the SDS counterion
concentration in the suspension.34 As an alternative, a slightly
modied version of the model circuit (herein dened as circuit
2) described by Urso et al.21 is also used (Fig. S3†). This has the
double-layer capacitance of the working electrode described by
a CPE is in parallel with the double layer resistance at the
electrolyte/electrode interface (Rdl) and a second CPE. As the
concentration of MPs dispersed decreases, the Rdl value
increases, as evident by the size decrease of the semicircle in the
Nyquist plot by increasing the MPs concentration. Differently,
the pseudo-capacitance values remain almost unaffected, as the
capacitive changes of the double layer are not related to the MPs
migration to the working electrode. The tting parameters for
PS MPs and PS-COOH MPs using circuit 1 are reported in
Table S3.†

It is possible to obtain a linear response of the inverse of the
double layer resistance at the electrolyte/electrode interface
(1/Rdl) for both circuit 1 and circuit 2, as a function of both PS
MPs (Fig. 6a) and PS-COOH MPs (Fig. 6b). From these results
a quantication of the MPs in the suspension, along with
a determination of the Limit of Detection (LOD), calculated as
3.3Sy/S, where Sy is the standard deviation of the response of the
curve and S is the slope of the calibration curve. The two circuit
models provide almost the same linear quantitative response as
a function of the MPs concentration. For PS MPs, circuit 1 (R2 =

0.9874) gives LOD equal to 0.073% w/v, circuit 2 (R2 = 0.9858)
provides an LOD equal to 0.077% w/v. For PS-COOH MPs,
circuit 1 (R2 = 0.9926) gives LOD equal to 0.059% w/v, circuit 2
(R2 = 0.9944) provides a LOD equal to 0.051% w/v. The two
circuits provide tting parameters which are, in both cases,
statistically equivalent. However, circuit 2 does not provide
a good t of the EIS spectrum at the low frequency region, which
is instead well tted by using the circuit 1 and it also lacks in
providing reliable values for CPE2 in parallel to the Rdl. This
results in the lack of convergence for the t of circuit 2, that can
be explained by considering that circuit 1 includes the Warburg
impedance, modelling the diffusion at low frequency. Even if
not able to provide convergence, circuit 2 still permits to provide
Rdl values in accord to the ones of circuit 1, given that such
circuit element is tted at the region at high frequencies. As
a result, the EIS spectra of polluted PS were tted by using
circuit 1.

The herein described method allows discriminating the
presence or absence of MPs. Indeed, the Rdl value of the sample
without MPs (which is the larger semicircle observed in the
spectrum in Fig. S2†) is signicantly higher (540 kOhm) than
the one obtained in the presence of the MPs (110 kOhm) at the
lowest investigated PS MPs concentration (0.01% w/v). The
quantication of MPs is obtained in the absence of absorbed
Pb2+, as the inverse of the Rdl value is found to be directly
proportional to their concentration, as shown in Fig. 6. Notably,
these measurements are carried out by diluting the MPs stan-
dards from the stock solution in DI water, in a way the EIS
detects the SDS layer on the MPs surface. Indeed, the higher the
MPs concentration, the higher is the SDS surfactant
This journal is © The Royal Society of Chemistry 2024
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Fig. 7 EIS-based differentiation of PS and PSCOOH MPs pre- and post-adsorption of Pb2+ ions. (a) Nyquist plots of PS MPs dispersed in water
pre- (black dots) and post-Pb2+ ions adsorption at two different qe values, namely 480 mg g−1 (red dots) and 780 mg g−1 (green dots). (b) Nyquist
plots of PS-COOHMPs dispersed in water pre- (black dots) and post-Pb2+ adsorption at two different qe values, namely 420 mg g−1 (red dots) and
1380 mg g−1 (green dots). For both panels, the lines represent the fit to the experimental data by using circuit 1. (c) Rdl (black dots for circuit 1,
blued dots for circuit 2) and Cdl (red squares) values as a function of qe values for PS MPs. (d) Rdl (black dots for circuit 1, blued dots for circuit 2)
and Cdl (red squares) values as a function of qe values for PS-COOH MPs.
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concentration and, as a result, the lower is the Rdl value ob-
tained from the equivalent circuit.

Finally, clean vs. Pb2+ polluted PS (Fig. 7a) and PS-COOH
(Fig. 7b) MPs at 0.05% w/v were analysed by EIS to test their
different responses. From the Nyquist plots, it is again possible
to extract the Rdl and the Cdl values in all cases by tting the
experimental data with circuit 1. Intriguingly, for both PS
(Fig. 7c) and PS-COOH (Fig. 7d) MPs, Rdl show a signicant
increase at increasing qe values, whereas Cdl remain almost
unaffected. This trend conrms that the Rdl is the most suitable
parameter for the analysis of the MPs and the prompt differ-
entiation between clean and polluted MPs. The higher Rdl

values of PS-COOH vs. PS in the absence of Pb2+ adsorbed well
agrees with the lower absolute value of the z potential of the
former vs. the latter (Fig. 2). The tting parameters are reported
in Table S4.† These experimental observations also permit to
state that the increase in Rdl as the value of qe can be ascribed to
the adsorption of the Pb2+ ion on the surface of the micropar-
ticles which mainly occurs through an electrostatic interaction
between the negative charges present on the surface of MPs and
the positive charges of the metal ion. As a result, the adsorption
of Pb2+ ions causes a decrease of the charges available for
migration at the interface of the working electrode, which
results in an increase in Rdl. Differently, the Cdl values are not
affected by Pb2+ adsorption, since this does not lead to their
adsorption at the working electrode even if their z potential
becomes less negative. The EIS results well agree with the z

potential values, from which the adsorption of Pb2+ ions on the
surface of the MPs caused a decrease in the surface charge in
This journal is © The Royal Society of Chemistry 2024
accord with the decrease of the z potential values. However,
whereas metal ions adsorption on MPs is studied in depth,37–39

the effect of surfactant is typically overlooked or simply not
considered in detail.40,41 Importantly, the monodisperse MPs
standards used in this work are prepared by emulsion poly-
merization method, in which surfactant molecules are used to
obtain mono-dispersed polystyrene (PS) beads at sub-
micrometer scale.42 Differently from MPs originated from frag-
mentation, the monodisperse MPs produced at these scales can
be more easily dispersed in aqueous media given the presence
of the surfactant molecules which increase their colloidal
stability, leading to higher toxicity since they are more prone to
be transported inside cells and living organisms. As reported by
the producer, traces of surfactants are typically present in the
MPs suspension or in the MPs dry pellet. For these reasons, the
role of the surfactant molecules cannot be ignored in the
resulting adsorption of Pb2+ ions from the MPs but must be
considered for elucidating themechanism of Pb2+ adsorption in
these experimental conditions. However, from these experi-
ments, the presence of surfactant, even in trace amounts,
substantially modies the surface charge of particles and this
also has repercussions on the interaction of the MPs and the
metal ion. In fact, Huang and collaborators demonstrated that
the adsorbent capacities of biodegradable polylactate micro-
plastics in the presence of SDS ([SDS] < c.m.c.) in comparisons
of the Pb2+ ion increase signicantly compared to those in the
absence of surfactant.43

In light of the results of Pb2+ adsorption obtained with MPs
produced by fragmentation, it is clear that the obtained qe
Anal. Methods, 2024, 16, 7654–7666 | 7661
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values of PS and PS-COOH are more similar to the qe obtained
from fragmentated MPs in the presence of SDS surfactant.
These experimental results permit to state that SDS molecules
at the interface between the MPs and the aqueous phase are
able to stabilize the dispersion given the electrostatic repulsion
between the negatively charged sulphate groups. Pb2+ ions can
be electrostatically adsorbed by the negative groups at the
surface of the MPs. According to the Langmuir model, the Pb2+

ions adsorbed forms amonolayer on theMPs surface covered by
surfactant. These experimental observations well agree with
computational studies44 in which the negatively charged head-
groups of the SDS preassembled micelles are able to trap Pb2+

ions due to electrostatic interactions modelled by particle mesh
Ewald method.45

The analytical features of the method are compared with
previously published reports and summarized in Table 3.
Differently from other reports, this work offers a simple, label-
free and direct approach for quantication of MPs, also
permitting to differentiate the presence of Pb2+ ions adsorbed at
water/MP interface thanks to the quantication of the Rdl value
obtained by tting to a model circuit.

Notably, other methods in the literature employ complex
post-measurements tools, such as Principal Component Anal-
ysis and Support Vector Machines47 to extract analytical infor-
mation from the EIS data, as usually the differences measured
from the different samples are not immediately evident to
a common user of electroanalytical methods. This work shows
that it is possible to leverage EIS performing a dielectric spec-
troscopy of the double layer around the MPs, obtaining
analytical information without complex data treatment. Such
method enables a label-free non-faradic quantication method
of MPs and the classication as virgin or Pb2+ polluted, whilst
also providing a fundamental understanding of the critical role
of surfactants in the mechanism of Pb2+ absorption on their
surface.

The method shown in this study is simpler in comparison to
other studies carried out on sensors, such as the one from Urso
and collaborators21 in which electrochemical reports are used.
Indeed, they found a similar increase in the charge transfer
resistance (Rct) value of a faradaic process using Fe(CN)6

4−/3− as
the redox probe following adsorption of PS-COOH MPs (nega-
tively charged). Such increase was justied with the decrease in
charges available at the interface following the interaction
between MPs and the material deposited on the electrode.
Differently, this work shows the possibility to detect MPs in the
absence of the redox probe, relying on the analysis of the
different double layer charge on the MPs as consequence of the
presence of SDS surfactant and of the adsorption of Pb2+ ions,
so resulting in data which could also be employed as EIS-
derived ngerprints for MPs differentiation in terms of chem-
ical composition and surface charge. The analytical method
shown in this work provides a rapid assay for MPs quantica-
tion and differentiate clean vs. polluted MPs. Future experi-
ments will investigate upon the possibility to explore the non-
faradaic EIS transduction sensor by monitoring the double-
layer capacitance (Cdl)51 resulting in the possibility to study
the effect of MP size and shape on the EIS based response and
7664 | Anal. Methods, 2024, 16, 7654–7666
also determine the pollutants that can be adsorbed by the MPs
by sensors based on voltammetry.52 In particular, aer func-
tionalization of the working electrode surface, the same sensor
used for EIS determination of MPs could be employed for the
simultaneous analysis of toxic metals.53

Conclusions

This study is a preliminary investigation reporting on an easy
label-free EIS-based approach to study PS and PS-COOH MPs
suspensions in ultrapure water and differentiate clean vs. Pb2+

ion polluted MPs. The EIS quantication of MPs results from
the perturbation of the pseudo double layer formed by SDS
surfactant at the interface between the MPs and water resulting
from the adsorption of Pb2+ ions. The analysis is obtained from
the MPs dispersed in ultrapure water without any electro-
chemical reporter or any support electrolyte apart from the SDS
counterions. The value of Rdl is chosen for MPs quantication
purposes and is found to be dependent to the Pb2+ ions
adsorbed at the MPs surface, this being conrmed by z poten-
tial values of the MPS and the DP-ASV Pb2+ quantication post
Pb2+ ion adsorption. In this preliminary study, the two types of
MPs result in different Rdl values, which are in accord to the z

potential values. This could be a promising feature of the herein
proposed method, which will be investigated in future studies
to fully ascertain the possibility to differentiate MPs based on
their chemical composition, size or other geometrical features.
At this stage of the research, it is reasonable to assume that both
surfactant presence and surface area affect the adsorbent
capacity as was highlighted by comparing polystyrene from
standard with others obtained from pellet fragmentation.
Finally, the herein reported method requires a simple post-
analysis data treatment, based on conventional EIS circuit
model tting to obtain the Rdl values. However, it is also
possible to extract the data simply by reading the Rdl value from
the Nyquist plot without performing a t.

As a consequence, it could be applied to low-resource world
settings or portable sensors to use on the eld, given the
simplicity, low-cost and efficiency of the detection. Indeed, the
sensors used in this study could extract EIS data using
a smartphone and send the data to the laboratory. The further
development of the analytical method shown in this work would
permit to promptly identify areas which are a potential source of
plastic pollution. Such information could allow to better shape
future policies for mitigating plastic originated pollution, and
to implement suitable remediation strategies for reducing
potential hazards to humans.
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