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Platinum supported on SSZ-13 zeolite has been found to be a potential catalyst for the selective catalytic
reduction of NO by H,. This work has studied the effects of the H,/NO molar feed ratios (0/4.4/8.8/13.2)
and the impact of water on the performance of the H,-SCR of NO on the Pt/SSZ-13 catalyst. A higher Hy/
NO ratio promoted the start of the reaction at lower temperatures and favoured the production of N,. The
effect of Pt loadings was also studied with three loadings of 0.5/1.0/2.0 wt%. It was found that the 0.5 wt%
Pt sample displayed the highest N, selectivity of 75%. In addition, an inhibiting effect of water for H,-SCR
at low temperatures was proved. Pt/SSZ-13 has shown good hydrothermal durability after 6 h in total
ageing pretreatment at 800 °C and interestingly the nitrogen formation even increased. The support effect
of SSZ-13, BETA and AlLOs on H,-SCR was evaluated in terms of catalytic performance and their catalytic
durabilities by hydrothermal ageing experiments, showing that zeolites are significantly better for H, SCR.
In situ DRIFT measurements helped to explore the mechanism of H,-SCR on the Pt catalyst. A careful
design of the measurements was used to distinguish the overlapping peaks of the water on the DRIFT
spectrum. NH4* ions are formed and it was shown that they play a role as intermediates during the
reaction to assist the NO reduction.
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Introduction

Many new energy sources are being used to replace
conventional fuels in vehicles to decrease the emissions of
greenhouse gases (GHG). In particular, the European
Commission has published the GHG-related regulation via ‘A
European Green Deal’ which targets no net emissions of
greenhouse gases by 2050, which presents a significant
challenge. An interesting solution is therefore to use green
hydrogen as a fuel. Although the exhaust gases from H, internal
combustion engines (ICE) are cleaner than those from diesel or
gasoline engines, the formation of NO, is unavoidable due to
the oxidation of nitrogen in the air at elevated temperatures in
the chamber of the ICE. In response to this issue, selective
catalytic reduction (SCR) of NO, is an essential technology to
remove the NO, emission."® Ammonia SCR under lean gas
conditions is widely used as the industrial NO, control
technology since V,05-WO;/TiO, was commercialized for
stationary applications in the 1970s.* Nowadays, Cu, Fe, and
V-based materials are commonly used as NH;-SCR catalysts for
cleaning emissions from vehicles.”” For ammonia SCR a urea
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system is needed to produce ammonia, however, in so-called
hydrogen SCR, it would be beneficial to be able to use hydrogen
directly as a reductant.

Platinum group metals, in particular Pt and Pd, have been
examined for H,-SCR catalysts due to their good water
resistance.® Pt-based catalysts exhibit superior activity in H,-
SCR; however, they form large amounts of N,0O,”'° while Pd-
based catalysts show better nitrogen selectivity."*™* A variety of
materials such as oxides, different oxide combinations,
perovskites, etc. have been wused as supports for the
development of H,-SCR catalysts."* Costa and co-workers have
studied Pt supported on various metal oxides (Al,O;, SiO,,
La,03, MgO, Y,03;, CaO, CeO,, TiO,, and MgO-CeO,), and
found that among different catalysts, Pt/MgO and Pt/CeO,
showed good catalytic activity and the binary oxide of 50 wt%
MgO-50 wt% CeO, was the best.'>'® However, the studies on
zeolite as the support for H,-SCR catalysts are more limited.
Some works have reported that Pt supported on HY,"” HZSM-
5,'%1° HMCM-41,%° and HFER*' zeolites were highly active for
H,-SCR due to the large surface area and the appropriate
acidity, which is beneficial for the N, selectivity.** Additionally,
Shibata et al. found that the N, selectivity for Pt/zeolites were
generally higher than those on Pt/metal oxides and were in
order of Pt/MFI > Pt/BEA > Pt/Y, Pt/MOR.>* Yokota et al.** also
reported that Pt-ZSM was more active than Pt/SiO, and Pt/y-
Al,O;. In another work, Li et al. found that Pt-Ti-MCM-41
exhibited good stability and tolerance against SO, and CO.*°
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SSZ-13, a typical small-pore zeolite, is a well-known support
for the development of Cu-based catalysts for NH;-SCR
applications and the Cu-SSZ-13 catalysts have superior activity
and N, formation selectivity due to their extraordinary
physiochemical properties.”>™” In this respect, the Cu-SSZ-13
catalyst was firstly commercialized in 2010 for NO, emission
control due to its excellent performance.”**° 1t not only
possesses high activity at low temperatures, but its stable
hydrothermal durability can cope with realistic operations.***"
However, according to our knowledge, there are only limited
published studies where Pt is supported on HSSZ-13 as the
catalyst for H,-SCR. Hong et al.** have reported that Pt/SSZ-13
exhibited an NO conversion of 81% at 100 °C with 91% N,
selectivity and this catalyst was better than Pt/ZSM-5 and Pt/
SAPO-34 during stability tests in the presence of SO, and H,O.
Their activity test was performed in a microreactor (4 mm) with
a powder catalyst (20-40 mesh).

Moreover, the mechanisms of H,-SCR on Pt-based
catalysts have been examined by researchers. Costa et al
studied the nitrogen pathway in the reaction on Pt/MgO-
CeO, by SSITKA-MS and SSITKA-DRIFTS, in order to identify
the structure-active and inactive chemisorbed NO, species.*
Zhang and co-workers proposed an N,O formation route over
Pt/HY in H,-SCR, where they suggested that the N,O was
mainly formed at the Pt-support interface with H spillover.**
In addition, relevant studies have also reported the effect of
the interaction between Pt and the support on the reaction
and the effect of some additive metals, such as Na.>*>°

However, although the H,-SCR reaction is not a new
reaction, most of the effect studies (H,/NO ratio, O,
concentration, water content, Pt loadings, etc.) deal with Pt/
oxide catalysts. Studies on Pt/SSZ-13 are limited. Compared
to Hong's work, the catalytic performances are evaluated here
by a flow reactor with wash-coated monoliths instead of pure
powder catalysts which is closer to a realistic after-treatment
configuration. Moreover, the mechanism is examined here by
using in situ DRIFT (in situ diffuse reflectance infrared
Fourier transformed spectroscopy) spectroscopy. In addition,
for the first time according to our knowledge, hydrothermal
ageing is examined for Pt/SSZ-13 used for H,-SCR. This study
aims to develop Pt/SSZ-13 catalysts as efficient catalysts for
NO, reduction by H,. The effect of H,/NO ratios, Pt loadings,
water concentrations and hydrothermal ageing have also
been investigated by comparing the catalyst performance for
the H,-SCR reaction.

Experimental

Catalyst synthesis

Three different supports BETA, SSZ-13 and Al,O; were
compared. The test results showed that the Pt supported on
zeolites (SSZ-13 or BEA) exhibited significantly more nitrogen
formation compared to Pt/Al,O;. Since SSZ-13 is well-known
to be a superior support for ammonia SCR, compared to for
example BETA, considering hydrothermal stability, it was
chosen for this study. The activity results for both de-greened
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and aged catalyst, including the preparation of the Pt/BEA
and Pt/Al,O; catalyst can be found in the ESL}

SSZ-13 zeolite was prepared by hydrothermal synthesis
from a gel with the following molar composition: 0.1Na,O:
1510, : 0.025A1,0; : 0.2N,N,N-trimethyl-1-
adamantylammonium  hydroxide = (TMAdOH): 44H,0.%’
Sodium hydroxide (VMR Chemicals), aluminum hydroxide
hydrate (Sigma-Aldrich), and fumed silica (Sigma-Aldrich)
were used as sodium, aluminium, and silica sources,
respectively. TMAdOH (TCI) was used as a template to help
generate the Chabazite (CHA) structure. After stirring and
ageing overnight, a uniform gel was formed and it was
transferred to a Teflon-lined stainless-steel autoclave, heated
to 160 °C and kept for 6 days. The product was washed
several times with Milli-Q water and dried at 80 °C overnight.
The powder was ground and calcined to remove the template
at 600 °C for 8 h. The Na-SSZ-13 obtained after calcination
was ion-exchanged with 0.5 M NH,NO; (Thermo Scientific)
solution (100 mL per 1 g powder) at 80 °C for 2 h, washed
with Milli-Q water, and repeated twice. After that, the sample
was dried overnight at 80 °C and calcined at 550 °C for 6 h to
obtain the H-form of SSZ-13 (H-SSZ-13).

Three samples of Pt/SSZ-13 with different loadings of Pt (0.5
wt%, 1.0 wt%, 2.0 wt%) were prepared by an incipient wetness
impregnation technique. Pt solution was prepared by mixing
Pt(NO3), precursor (Alfa Aesar, 15 wt% Pt) and Milli-Q water to
have a total volume similar to the wet volume of the zeolite
support. The wet volume of H-SSZ-13 was approximately 0.6 mL
g', close to the total pore volume determined with N,
physisorption measurement. The Pt solution was dropped
slowly on 4 g of H-SSZ-13 zeolite placed in a mortar and after
each drop, the mixture was conscientiously ground using a
pestle to achieve a homogeneous distribution.*® After
impregnation, the sample was dried overnight at 80 °C and
subsequently calcined at 600 °C for 8 h to obtain the powder
catalyst.

The synthesized catalyst powder after calcination was then
dissolved in a solution (50 wt% ethanol and 50 wt% Milli-Q
water) with a 5 wt% boehmite binder (Disperal P2, Sasol) as a
slurry and dip-coated onto a honeycomb monolith (cordierite,
D x L =1.5 cm x 2.0 cm, 400 cpsi) until the desired loading
(300 mg) of washcoat was reached.** The honeycomb
monolith was cut from the commercial substrate. Coated
monoliths were subsequently dried in an oven at 80 °C
overnight and then calcined at 500 °C for 2 h. Detailed
information regarding the monolith preparation can be
found elsewhere in our previous work.***!

Activity measurements

Catalytic tests were performed with a laboratory-scale flow
reactor (synthetic gas bench, SGB), where the monolith was
inserted into a horizontal reactor tube (inner diameter: 16
mm) and wrapped in quartz wool to prevent the passage of
gases around the outside of the monolith. The inlet gas
mixture was regulated by Bronkhorst mass flow controllers

This journal is © The Royal Society of Chemistry 2024
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Table 1 The activity test procedure and reaction conditions (GHSV = 20000 h™* (STP))

Step H,-SCR experiment Conditions

1 Degreening & pretreatment (i) 10% O, in Ar for 4 h at 550 °C (ii) 10% O, and 5% H,O in Ar for 30 min at 500 °C
Cooling (i) Cooling from 500 °C to 80 °C in Ar (rate: 5 °C min™") (ii) keep at 80 °C for 30 min

3 Test cycle x 5 (i) Continuous reaction from 80 °C to 500 °C (heating rate: 5 °C min™') in the gas

mixture of 500 ppm NO, varying H, concentration, 10% O,, 0/5% H,O in Ar (ii) keep
at 500 °C with the same gas mixture for 20 min (iii) continuous reaction from 500 °C
to 80 °C (cooling rate: 5 °C min™') in the same gas mixture

(MFCs) and water vapour was produced by a controlled
evaporation and mixing system (CEM). The mole fractions of
all the gases at the outlet of the reactor were measured and
monitored by FTIR (MKS™ Multigas 2030) and mass
spectrometry (HPR-20 QIC). The flow reactor experiments are
presented in Table 1 and Fig. S1j Firstly, the catalyst
monolith was de-greened using 10 mol% O, in Ar balance at
550 °C for 4 h and pretreated using 10% O, and 5 mol% H,O
at 500 °C for 30 min with a total flow rate of 1200 NmL
min'. After the pretreatment, the test cycle of heating and
cooling over a temperature range of 80 to 500 °C with a
temperature ramp of 5 °C min~' was repeated 5 times to
remove initial experimental perturbations. In a typical
experiment, the gas composition of the reactivity test was
10% O,, 5% H,0, 500 ppm NO, and varying H, concentration
(Hy/NO = 0, 4.4, 8.8, 10, 13.2) in Ar balance. For 1 wt% Pt-
SSZ-13 catalyst, another five-cycle test in the absence of water
(dry test) was also performed to study the effect of water on
the activity of the catalyst. The discussion of the activity test
in section: H,-SCR activity tests was all based on the data of
the 4th cycle. It should be noted that for 2 wt% Pt/SSZ-13,
two different monoliths were prepared using the same batch
of catalyst. The first monolith was used to study the effect of
H,/NO ratio (after multiple other cycling experiments) and
the effect of hydrothermal ageing. Monolith 2 was used to
compare the activity for different Pt loadings. Other
experimental details can be found in the ESLf

Catalyst characterization

Powder X-ray diffraction (XRD) measurements were conducted
using a Bruker AXS D8 advance operating at 40 kV and 40 mA
with Cu Ko radiation to verify the materials' crystalline
structure. The samples were scanned from 26 range of 5° to 80°
with a step size of 0.02° and scan time of 1 s per step. Elemental
compositions (Si, Al, Pt) of the catalysts were analyzed with

inductively coupled plasma sector field mass spectrometry (ICP-
SFMS) analysis which was performed by ALS Scandinavia (Luled,
Sweden). N, physisorption measurements were carried out at
-196 °C with a Micromeritics Tristar II 3000 Analyzer. Before
the measurement, around 0.1 g powder samples were degassed
at 250 °C for 16 h under an N, atmosphere. The specific surface
area was determined by the Brunauer-Emmett-Teller (BET)
method in a range of relative pressure p/p, from 0.05 to 0.3.
Additionally, the pore volume was calculated using the ¢-plot
method.

CO chemisorption measurements were performed by
using an ASAP2020 Plus instrument (Micromeritics). Around
0.1 g catalyst powder sample was placed in a U-shape reactor
with quartz wool. Before measurement, the sample was
degassed in He and underwent 1 h of H, reduction at 400 °C
for pretreatment. After that, the powder sample was
evacuated by vacuum to pressures in the range of 100-600
mmHg (at intervals of 25 mmHg) which was used for CO
adsorption using the double-isotherm
method. The stoichiometry factor of 1 for Pt was used to
calculate the amount of CO adsorption.*>"* Combining the
results of CO chemisorption and ICP, the Pt active site
densities with different loadings can be calculated. The
estimated active site densities with units of umol g™*, shown
in Table 2, were calculated by the following equation.

measurements

Estimated Pt site density
_ Wyasheoat X 0.95 x Pt loading x Dispersion x 10°
Mpt X Washcoat

Wievasheoat — actual washcoat mass in the monolith

0.95 - mass fraction of actual catalyst material (other than
binder) in washcoat

Pt loading — mass fraction of Pt in catalyst from ICP analysis
Dispersion - from CO chemisorption measurement

Mp - molecular weight of platinum

Table 2 Physicochemical properties of Pt/SSZ-13 de-greened catalysts with different Pt loadings

ICP-SFMS CO chemisorption TEM BET
Nominal loading SAR Mean particle Estimated Pt site density” Particle Surface
of Pt/wt% Pt/wt% (Si0,/Al,0;) Dispersion/% size/nm (umol g washcoat) size/nm area/m> g '
0.5 0.51 21.6 18.6 6.1 4.53 5.4 602
1.0 1.04 21.8 11.7 9.7 5.70 7.8 616
2.0 2.04 19.4 9.9 11.4 9.64 10.1 611

“ Estimated Pt site density = Wiyashcoar X 0.95 X loading x dispersion/MpdWyyashcoat-

This journal is © The Royal Society of Chemistry 2024
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The morphology of catalyst particles was measured by
transmission electron microscopy (TEM) using an FEI Titan
80-300 microscope equipped with a high-angle annular dark-
field (HAADF) detector. The average particle size and
distribution were calculated by random selection of over 100
particles using Image] software.

X-ray photoelectron spectroscopy (XPS) analysis was
conducted using a PHI5000 VersaProbe III-Scanning XPS
Microprobe™ with an X-ray source of monochromatic Al Ko
radiation (Hv = 1486.6 eV). The system was aligned with Au
(83.96 eV), Ag (368.21 eV) and Cu (932.62 V). The
measurements were calibrated with the adventitious carbon
peak (C 1s) at 284.8 eV. Since the Pt 4f;;, and Al 2p lines
overlapped, we used the Pt 4f,, which could be observed
clearly to distinguish them by the intensity ratio of Pt 4f;,:
Pt 4f5, = 4:3 and the energy separation between them is
around 3.33 eV. The XPSPEAK41 software was employed for
the deconvolution of experimental spectra into individual
components. Background subtraction and curve fitting were
processed by the Shirley model and Gauss-Lorentz functions
in the software.

In situ diffuse reflectance infrared Fourier transformed
spectroscopy (DRIFTS) spectra were recorded with a Bruker
Vertex 70 spectrometer equipped with an MCT detector and
scanning was done at 4 cm™ " resolution. A powder sample
was placed into a sealed diffuse reflection chamber (Harrick
Praying Mantis) equipped with a CaF, window. A mass
spectrometer (Hidden HR20) was connected to the outlet to
detect the out-gases. In situ DRIFTS was conducted for three
studies. The first one is the CO adsorption on Pt-SSZ13
catalysts to determine the Pt states and thus validate the XPS
results, as well as provide the estimation of the stoichiometry
factor for CO chemisorption on the Pt.***> The second
DRIFTS study was to understand the reaction mechanism of
H,-SCR by observing different adsorbates on the surface and
their changes during the adsorption of NO followed by an
introduction of H,. The last DRIFTS study aims to support
the reactivity of adsorbed NH," species on the catalyst
surface. Before each experiment, a pretreatment at 550 °C
with 100 NmL min™* of 10 vol% O, in Ar for 30 min was
performed to clean the -catalyst surface. For the CO
adsorption, the background was recorded at 35 °C before the
measurement. Then, a flow of 100 Nml min™" containing
1000 ppm of CO/Ar was introduced to the cell for 60 min.
After that CO was cut and switched to pure Ar to flush the
chamber. The spectrum was recorded every minute for 63
times from introducing CO. For the H,-SCR mechanism
studies, new samples were loaded. The background was
recorded at 80 °C after the pretreatment. Then, three steps
were performed, firstly flowing 500 ppm NO for 60 min,
flushing with Ar for 30 min, and finally introducing 5000
ppm H, for 60 min to investigate the reaction mechanism.
To study the effect of the water spectrum, an additional
measurement was performed. 5000 ppm H, and 5000 ppm
O, flowed for 60 min in the system without any NO. The
water formation spectrum was recorded to compare the water
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peaks with the peaks in the previous spectrum. Following
this, the same three steps were repeated to observe the H,-
SCR reaction process. To study the different effects of the
stepwise and simultaneous introduction of reacting gases,
the experiment of simultaneous introduction of 500 ppm NO
and 5000 ppm H, for 60 min was also added. Moreover, 5000
ppm O, was added afterwards to study the O, effect on the
H,-SCR reaction.

For the adsorbed NH," species reactivity study, de-greened
1 wt% Pt/SSZ-13 was loaded. In the same way as for the
second study, the background was recorded at 80 °C after the
pretreatment. The catalyst was first exposed to a flow of 500
ppm NH; for 60 min. Then Ar was purged for 60 min to
remove the gas-phase NH; and weakly adsorbed NH; species.
After that, 500 ppm NO was introduced and kept for 60 min.
For each step, 60 spectra were recorded.

Results and discussion

Catalyst characterization

Three Pt/SSZ-13 samples with 0.5 wt%, 1.0 wt%, and 2 wt%
of Pt were prepared by the incipient wetness impregnation
method. The Pt loadings were determined by ICP-SFMS and
they were very close to the nominal values (Table 2). The SiO,
to Al,O; molar ratio was around 20 for all samples.

The XRD patterns of the lab-synthesized H-type SSZ-13
zeolite and supported Pt catalysts with different loadings are
shown in Fig. 1. The XRD pattern of H-type SSZ-13 zeolite
(black curve) shows the typical reflections of chabazite (CHA)
structure (by citation number: #89-0735)."® The structure of
the zeolite was, as expected, well preserved after loading with
Pt. The XRD patterns of the three Pt/SSZ-13 catalysts, with
different loadings, exhibited three characteristic peaks at 26
= 39.8° 46.2°, and 67.4° which correspond to (111), (200),
and (220) reflections of bulk fcc Pt (by citation number: #04-
0802),"® respectively. These characteristic peaks of Pt in the
pattern of the 0.5 wt% Pt/SSZ-13 were weak due to the low
platinum content. However, the intensity of these three peaks

——— 2.0 wt% Pt/S52-13
——— 1.0 wt% Pt/s52-13
l\ Jl ———0.5 wt% Pt/552-13
{1 ——H 2
[/ ,JU_Jouq L Ln A \_JN,}\_AA\A.AMA.EEZ/,&E;M_

Pt(111)

Pt{200) P

JJ&LJ@UJ oL e |

#89-0735 Chabazite

| Nt )

Intensity {(a.u)

WO TR X D

T T T T T T T

10 20 30 40 50 60 70 80
20 (deg.)

Fig. 1 X-ray diffraction patterns of H-SSZ-13 zeolite and 0.5, 1.0, and
2.0 wt% Pt/SSZ-13 catalysts.
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Fig. 2 HAADF-STEM images of Pt de-greened catalysts with different loadings (a and b) 0.5 wt% Pt/SSZ-13 (c and d) 1.0 wt% Pt/SSZ-13 (e and f)

2.0 wt% Pt/SSZ-13.

increased accordingly with an increase in the Pt loadings,
suggesting that the crystallite size of Pt would be larger.

Nitrogen physisorption characterization revealed that the
specific surface areas (Sggr) of the three samples are similar
and in the range of 600-620 m”> g'. The Pt loadings are low
and therefore do not have a great influence on the overall
specific surface area.

The Pt particle sizes were determined using both STEM
and CO chemisorption. The STEM images of the de-greened
Pt/SSZ-13 catalysts are shown in Fig. 2 and the particle sizes
determined from STEM images are shown and listed in Fig. 3
and Table 2. The average particle sizes (Fig. 3) are determined
from 100 randomly selected particles in the TEM images. It
should be noted that from TEM images, the observed
particles have a differential distribution from small to large
which lies on the external surface of zeolite. The platinum
existing in ion-exchanged locations with a size smaller than
the pore of zeolite (<0.4 nm) cannot be observed by TEM as
well as not detected by XRD. The average particle sizes are

increasing with Pt loading as expected, from 5.4 nm, 7.8 nm
to 10.1 nm for 0.5, 1.0, and 2.0 wt% Pt/SSZ-13 samples. CO
chemisorption measurements were performed to determine
the platinum dispersion and to support the particle size
determination from the TEM measurements and the results
are summarized in Table 2. It should be noted that the factor
of CO binding on the Pt was set as 1, based on the fact that
CO was linearly adsorbed on the Pt as observed in the
DRIFTS measurements (see section: In situ DRIFTS studies
for CO adsorption). As the Pt loadings increased from 0.5 to
2.0 wt%, the dispersion of Pt particles decreased by almost
half, from 18.6% to 9.9%. The mean particle sizes
determined from the dispersions were 6.1 nm, 9.7 nm and
11.4 nm for 0.5, 1.0, and 2.0 wt% of Pt, respectively (Fig. 4).
Noticeably, for each loading, the mean size of Pt determined
by CO chemisorption was similar to the TEM measurements
(Fig. 4). The particle sizes measured with TEM were slightly
lower than those from CO chemisorption and this could be
due to CO chemisorption being a bulk analysis technique in

35 25 35
% (a) 5.410.3 nm (b) 7.8+0.3 nm i, (© 10.1+0.1 nm
20 QY
® 25 ¥ 7/ Ras
~ g >
z 20 gis £20
S 15 H 515
g g10 g
£ 10 N 10
5 "~ 2 5
0 2 4 6 8 10 12 2 4 6 8 10 12 14 16 18 2 4 6 8 10 12 14 16 18 20 22
Particle size / nm Particle size / nm Particle size / nm
Fig. 3 Particle size distributions of Pt/SSZ-13 de-greened catalysts with (a) 0.5 wt% (b) 1.0 wt% (c) 2.0 wt% loadings.
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Fig. 4 Particle size trends from TEM and CO chemisorption.

which the CO probe gas can access the whole sample,
whereas TEM measurements only focus on some selected
areas.

The oxidation state was examined using XPS, and the
results are shown in Fig. 5, where the spectra of Pt 4f core
level of Pt/SSZ-13 de-greened catalysts with 1.0 wt% and 2.0
wt% Pt are compared. It should be noted that an overlap of
binding energy between Al 2p and Pt 4f makes it difficult for
the deconvolution of the spectrum of Pt 4f, in particular with
a low loading of Pt. Therefore, we only show the data of the
measurements for 1.0 wt% Pt/SSZ-13 and 2.0 wt% Pt/SSZ-13.
For the specific data, the proportions of Pt states for 1.0 wt%
and 2.0 wt% Pt/SSZ-13 are determined using the XPS PEAK4.1
software, and the distributions are shown in Table 3.
Accordingly, the binding energy at 70.6/74.4 eV and 72.5/75.8
eV of the 1 wt% Pt de-greened sample can be assigned to
4af, ,/4f5,, of Pt° and Pt*" species, respectively.*”*® The peaks
of the 2.0 wt% Pt de-greened sample slightly shifted the
binding energies, resulting from the different interactions
between Pt and zeolite caused by higher Pt loading. This is
related to the net electron transfer from platinum to the
support, thus changing the electron density around the
metal, which has been proposed by scholars in the 1970s.*
Interestingly, the 2.0 wt% Pt sample has a small amount of
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Pt° at 71 eV and this peak is much less intense than for the
1.0 wt% Pt/SSZ-13 samples. It is clear that the 1.0 wt% Pt
sample has a larger amount of metallic Pt (73.7%) than the
2.0 wt% Pt sample (24.8%) and a lesser amount of Pt** with
26.3% compared to 75.2% for the 2.0 wt% Pt sample.
Additionally, Fig. S21 was plotted to study the Pt 4ds,, spectra
due to the overlapping Al 2p peak for the Pt 4f. According to
the literature,®® the signal at the higher binding energy
(316.0-317.1 eV) can be assigned to the Pt** ions, whereas
the band at lower binding energy (314.3-315.5 eV) can be
considered as Pt° species. Although the signal is weak, it can
be used as an aid to demonstrate that the 1.0 wt% Pt/SSZ-13
catalyst indeed has more Pt particles in the metallic state.
These results are surprising since for Pt/Al,O; larger Pt
particles are wusually more resistant towards platinum
oxidation.”® We suggest that the reason for this surprising
behaviour is that the platinum in this case is supported on a
zeolite. The ion-exchanged Pt cannot be observed in our TEM
images (the resolution is not high enough). Indeed, Pérez-
Diaz et al. compared platinum supported on carbon or zeolite
and found that the metallic platinum content was higher on
Pt/X zeolite compared to Pt/C.°> Simultaneously they
observed that the Pt particles were larger (11.7 nm) on Pt/C
than Pt/X zeolite (7.4 nm). Thus, even though the particles on
Pt/X zeolite were smaller, they still were more metallic. In our
case, it is the same amount of acid sites in both 1% Pt/SSZ-
13 and 2% Pt/SSZ-13, which likely results in that larger
fraction of the platinum in 1% Pt/SSZ-13 being ion-
exchanged. Since ion-exchanged platinum results in more
metallic platinum according to Pérez-Diaz et al.’* this can
explain why 1% Pt/SSZ-13 exhibit more metallic platinum
even though the particles were smaller in TEM.

H,-SCR activity tests

Reaction process. The activity and selectivity for H, SCR
were studied in a flow reactor and the procedure followed a
standard SCR test protocol recommended by Rappé and co-
workers with some modifications.>® The results for the fourth
cycle for 2 wt% Pt/SSZ-13 are shown in Fig. 6, where NO,
NO,, and N,O are measured with FTIR, while N, which

Intensity (a.u.)

Intensity (a.u.)

76 72
Binding energy / eV

76 72
Binding energy / eV

Fig. 5 X-ray photoelectron spectra of (a) 1.0 wt% Pt/SSZ-13 (b) 2.0 wt% Pt/SSZ-13 de-greened catalysts.
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Table 3 Charge states of platinum in the de-greened catalysts with 1.0 wt% and 2.0 wt% Pt loadings: binding energy and fractions of the total amount

Nominal pe’ pe’
Pt loading BE/eV (Pt 4f,,/Pt 4f5),) Fraction/% BE/eV (Pt 4f,,/Pt4 f5/,) Fraction/%
1.0 70.6/74.4 73.7 72.5/75.8 26.3
2.0 71/74.2 24.8 72.3/75.9 75.2
500 4 Total NOx = NO+NO,+2N,0 at the interface.'” From 100 °C to 135 °C, the concentration
£ of N, kept increasing to 100 ppm while N,O decreased. It is
2 400 @ noted that the decrement in the concentration of N,O (black
Py curve) is faster than that of the N, (red curve), showing an
.o increased selectivity for N, (Fig. 6). This is because, as the
E 2005 main reaction progressed, the side reaction at the interface
g was suppressed, which could be due to the limited active H
g e availability. In other words, the consumption of hydrogen
§ due to hydrogen oxidation by oxygen made it insufficient for
b 100 its reduction reactions. Hence, if we consider that the
reactions to form N, and N,O are two parallel reactions, it
0 suggests that the reaction forming nitrogen has a higher
activation energy or possibly a lower dependence on

T T T T T
100 200 300 400 500

Inlet temperature / °C
Fig. 6 NO, and N, concentration of H,-SCR reaction on 2 wt% Pt/
SSZ-13 with four temperature zones @ 80-100 °C ® 100-135 °C ®
135-330 °C @ 330-500 °C (GHSV = 20000 h™* (STP); gas inlet: 10%

O,, 5% H,0, 500 ppm NO, 4400 ppm H, balanced in Ar; T: 80-500 °C;
heating rate: 5 °C min?).

cannot be measured with FTIR was indirectly determined
based on the mass balance of nitrogen atoms. However, the
presence of N, was confirmed by mass spectrometry of H,-
SCR on 1 wt% Pt/SSZ-13 catalyst (Fig. 10). By examining the
concentration profile of NO, the reaction can be divided into
four zones based on the reaction temperatures including 80-
100 °C, 100-135 °C, 135-330 °C and 330-500 °C. Yang and
co-workers also measured the activity performance of Pt/H-
FER and showed that the NO conversion (max. 87.9%) of H,-
SCR was at a low-temperature range of 95-140 °C, and NO
oxidation was occurring in the temperature range of 80-400
°C and reached a maximum at 350 °C.>* From 80 °C to 135
°C in Fig. 6, the NO concentration decreased drastically,
accompanied by a sequential increase in the concentrations
of N,O and N,. N,O has higher selectivity than N, at the first
stage. NO, and H, first adsorb on the Pt active sites and
dissociate accordingly, resulting in the formation of the
product N, and water and by-product N,O as well.>* In the
reaction, it has been suggested that dissociated active H
spillover occurs on the catalyst surface.”® Shin and
coworkers®® have revealed that acid sites of the zeolite play a
role in initiating and facilitating H spillover based on DFT
calculations. Nevertheless, H spillover requires overcoming
certain energy barriers, often resulting in insufficiently active
H at the Pt and support interface. When H spillover occurs
from the Pt site to the support it thus produces mainly N,O

This journal is © The Royal Society of Chemistry 2024

hydrogen concentration since hydrogen oxidation increases
with temperature. However, as will be discussed in section:
Effect of H,/NO ratios, an increased hydrogen concentration
increases the selectivity for nitrogen, thus the reaction order
for hydrogen is larger for the N, formation reaction.
Moreover, a hypothesis of a series reaction cannot be ruled
out, ie. the change in selectivity is due to the further
reduction of N,O to N, by H, as the temperature increases.
To test this hypothesis, one additional experiment was
performed with the same reaction conditions but using N,O
instead of NO. No conversion of N,O was observed,
suggesting that the sequential reduction of N,O to N, by H,
does not occur under these conditions (Fig. S37).

Above 135 °C, the rate for oxidation of H, on Pt increased
further and resulted in a depletion of H,. This caused a
decrease in the activity for the reduction of NO.
Simultaneously, the oxidation of NO proceeded, resulting in
a significant increase in NO, concentration. In the
temperature zone of 330-500 °C, H, was completely
consumed (Fig. S41) since no reduction was observed, and
NO was mainly oxidized to NO,. This resulted in the absence
of N,O and N, in the outlet (black and red curves). Finally, at
high temperatures, the NO oxidation was suppressed due to
the thermodynamic equilibrium.>”

Effect of H,/NO ratios. The effect of different H,/NO ratios
were studied for the 2 wt% Pt/SSZ-13 catalyst and the results
are shown in Fig. 7. The protocol is the standard
pretreatment and continuous 20 testing cycles with H,/NO of
0, 4.4, 8.8 and 13.2 (Table S1}). When H, is absent in the
system, the NO was only oxidized, which started around 150
°C and reached a maximum conversion of 60% at 300 °C
(black curves).*® The conversion was decreased over 300 °C
due to the thermodynamic limitation of the reaction. It can
be observed from Fig. 7a that the conversion of NO has two
distinct peaks after introducing 2200 ppm H, with NO

Catal. Sci. Technol., 2024, 14, 3219-3234 | 3225
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Fig. 7 Comparison of the effect of H,/NO ratios on 2 wt% Pt/SSZ-13 catalyst, where (a) shows the conversion, and the concentration profiles are
shown in (b) N5 (c) N>O (d) NO, (GHSV = 20000 h™* (STP); gas inlet: 10% O,, 5% H,0O, 500 ppm NO, 2200/4400/6600 ppm H, balanced in Ar; T:

80-500 °C; heating rate: 5 °C min™).

reduction by H, at low temperature and NO oxidation at high
temperature. NO reduction by H, produced both N, and N,O
in parallel reactions as discussed in section: Reaction
process. As a result, the profiles of N, and N,O (red curves in
Fig. 7b and c) coincided with the low-temperature peak of
NO conversion. At temperatures above 200 °C, H, was almost
completely oxidized over Pt as observed with an H, signal
measured from MS that was close to zero for the three
catalysts (Fig. S71). As a result of H, depletion, NO was only
converted by oxidation to form NO, (red curve in Fig. 7d).
The conversion of NO at low and medium temperatures
increased as the proportion of H, increased, which is
consistent with the investigation by Olympiou et al. where Pt/
MgO-CeO, was used for H, SCR.'® They pointed out that the
reduction rate of active NO, to N, or N,O will be influenced
by the surface concentration of H (6y) on Pt, thus the N,
selectivity as well. In Fig. 7a, the maximum NO conversion
was approximately 85% for the H,/NO ratio of 13.2, which is
close to the max. NO conversion of 80% for the H,/NO ratio
of 8.8. In addition, when examining the whole temperature
interval, the NO conversions were larger for the highest H,/
NO ratio. Interestingly, a small shoulder is observed in
connection to the first NO conversion peak for all H,/NO
ratios. Moreover, a greater proportion of H, favoured the
target product N,, with a subsequent decrease in by-product
N,O (Fig. 7b and c). It is reasonable to have a higher NO
reduction capacity in the presence of a larger amount of
hydrogen. Both N, and N,O profiles behaved with a
characteristic trend at temperatures

volcano low

3226 | Catal. Sci. Technol., 2024, 14, 3219-3234

(Fig. 7b and c), but the peaks of N,O were sharper. This
means that N, is produced over a wider temperature range
than N,O. When the H, reaches 6600 ppm, most N, and N,O
are formed (the highest active H atom density), but it was
quite similar to the condition of 4400 ppm H,. Thus, the
performance improvement is small when the H,
concentration rises above 8.8.

NO oxidation became dominant at high temperatures
(Fig. 7d). The reason is that H, is rapidly consumed by
oxidation at high temperatures, which limited the H,-SCR
reduction. Meanwhile, an interesting phenomenon is
observed from Fig. 7d that as the proportion of H, increased,
the NO oxidation occurred earlier at lower temperatures and
also the temperature for maximum NO, concentration shifted
to lower temperatures which both indicated that the presence
of H, promotes the NO oxidation. One of the reasons for this
is an exothermic effect of the H, combustion during the
reaction, where higher H, inlet concentrations resulted in
higher temperatures inside the monoliths, which could
further increase the reactions (Fig. S5f). It has been
demonstrated and quantified in previous work by our group
that the elevated monolith temperatures by hydrogen
combustion promote NO oxidation.”” In addition, the higher
H, concentration could also result in more metallic platinum
which could increase the NO oxidation.

In addition, the behaviours of H,/NO ratios remained
consistent for the 1 wt% Pt/SSZ-13 catalyst in general. The
gas concentrations of NO, NO,, N,O and N, during the H,-
SCR are shown in Fig. S6.f It compared the influence of H,

This journal is © The Royal Society of Chemistry 2024
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concentrations of 5000 ppm and 6600 ppm on 1 wt% Pt/SSZ-
13 catalyst. The results show that the NO conversion was
significantly higher on the 1 wt% Pt/SSZ-13 with a higher H,
concentration of 6600 ppm. Moreover, under higher
concentrations of H,, the wundesired by-product N,O
formation was decreased. In contrast, N, production was
accelerated and enhanced at higher hydrogen concentrations.
Additionally, on the 1 wt% Pt/SSZ-13 catalyst, H, continued
to assist NO oxidation, with NO production occurring at
lower temperatures.

Effect of Pt loadings. The effect of Pt loadings was
examined, and the results are shown in Fig. 8. There are two
NO conversion peaks: one is assigned to the NO reduction at
lower temperatures, and the other one is assigned to NO
oxidation at higher temperatures. As expected, when the Pt
loading increased, the oxidation reactions were favoured
which is seen by that the NO oxidation to form NO, increased
in order from 0.5, 1 to 2 wt% Pt/SSZ-13. It also can be
observed that the NO reduction reaction starts at lower
temperatures with higher Pt loadings. However, the total
formed N, and N,O was the lowest for the 2.0 wt% Pt/SSZ-13
sample. The 2 wt% Pt sample has approximately twice the
active site density compared to the 0.5 wt% Pt sample
(Table 2). As a result, the H, is more oxidized, and less
hydrogen is available for the NO reduction reactions. The
outlet H, concentration plotted in Fig. S71 confirms this,
showing that the H, consumption increases slower with
temperature for the lower Pt loading samples, and reaches
100% consumption before approximately 100 °C. Comparing
the NO, concentration profiles of 1 wt% Pt/SSZ-13 catalyst to
2 wt% Pt/SSZ-13, slightly more N, and more N,O were formed
on the 1 wt% Pt/SSZ-13 catalyst. Yu et al®® have also

This journal is © The Royal Society of Chemistry 2024

compared the Pt loading (0.1/0.5/1.0/2.0 wt%) effects on NO
reduction and oxidation over a Pt/ZSM-5 catalyst, and they
found similar NO conversion profiles and the best N,
selectivity performance on 1 wt% Pt/ZSM-35. Interestingly, in
this work, it appears from the N, concentration profiles that
N, was generated the most on the 0.5 wt% Pt/SSZ-13 catalyst
surface. Echoing this, the selectivity profiles of the catalysts
in Fig. 9 show that the N, selectivity was highest for the 0.5
wt% Pt/SSZ-13 catalyst, where it peaked at 167 °C. The peak
N, selectivity decreased as the Pt loading increased.

To summarize, 0.5 wt% Pt/SSZ-13 exhibited the best
catalytic performance for H,-SCR with the highest N,
selectivity and the total amount of nitrogen produced.
Furthermore, the 2 wt% Pt/SSZ-13 sample exhibited the
highest oxidation activity, but lower selectivity for the NO,
reduction reactions. This could be related to the H, oxidation
as discussed above, but also a particle size effect, where the
0.5 wt% Pt sample has the smallest mean particle size as
observed with both CO chemisorption and TEM analysis, see
Fig. 3 and Table 2. A larger number of active sites gives the
reactant molecules a larger reaction area and thus a higher
reactivity.®"** However, the amount of platinum is about 4
times larger (2.04 versus 0.51%), while the dispersion is only
doubled for the low-loaded platinum sample (18.6 versus
9.9%), see Table 2. This results in the 2 wt% Pt/SSZ-13
sample exhibits a factor of 2.1 times more available sites
compared to the 0.5 wt% Pt/SSZ-13 sample. Olsson et al.®®
observed earlier that large platinum particles are more active
for NO oxidation than small particles, even though there were
fewer sites. These results are in line with our results where
the 2 wt% Pt/SSZ-13 was very active for oxidation reactions as
seen by the higher NO, production. This also resulted in

Catal. Sci. Technol.,, 2024,14, 3219-3234 | 3227
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hydrogen being oxidized faster thereby reducing the
selectivity for H,-SCR. However, at very low temperatures,
when the H, was not fully consumed by its oxidation, the H,-
SCR selectivity is related to the concentration of hydrogen
that can reach the catalyst's active sites. In addition, the XPS
results revealed (Fig. 5 and Table 3) that the lower loading
sample contained a significantly larger amount of reduced
platinum species, which could also be a reason for the higher
selectivity for the H,-SCR reaction.

Effect of water. The effect of water is crucial for the H,-
SCR reaction because water is the main product when
combusting hydrogen and therefore it is always present in
the exhaust gas stream. The catalytic behaviours were
evaluated in the presence and absence of water. Fig. 10 shows
the NO, (NO/NO,/N,0) concentration profiles which were
detected by FTIR during the fourth cycle of the experiment.
The mass spectrometer results are included to compare the
N, profiles under the conditions with and without water. It is
clear that at low temperatures, water had a significant
inhibiting effect on the reaction, which likely is due to the
competitive adsorption between water molecules and NO on
the active sites,*"®® so less N, was produced (green curve).
The inhibition effect by water was the largest at low
temperatures because the water molecules desorb at higher
temperatures. In the absence of water, there is more overall
conversion of NO (black curve) and less production of N,O at
low temperatures which also means the selectivity of N, is
higher. The maximum N,O formation peak in the absence of
water (blue curve) reached 100 ppm which was much less
than the 212 ppm N,O peak in the presence of water. It can
be also observed that the NO, formation in the presence of

3228 | Catal. Sci. Technol., 2024, 14, 3219-3234

water was less than in the absence of water, which also
indicates that the presence of water inhibits the activity of
the Pt centre, both for the NO reduction and for its oxidation.
The negative effect of water has also been investigated by
Auvray et al. on Pt/Al,O; catalysts for NO oxidation which is
consistent with this study.®®

Hydrothermal durability. Fig. 11 reflects the hydrothermal
durability of Pt/SSZ-13 catalysts. It compares the catalytic
performance of degreened Pt/SSZ-13 (from Fig. 7, note that
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Fig. 10 Comparison of NO/NO,/N, concentration from FITR and N,
Signal from MS of 1 wt% Pt/SSZ-13 catalyst (a) with H,O and (b)
without H,O (GHSV = 20000 h™* (STP); gas inlet: 10% O,, 0%/5% H,0,
500 ppm NO, 5000 ppm H; balanced in Ar; T: 80-500 °C; heating
rate: 5 °C min™2).
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the sample was used for multiple cycles before these tests)
and hydrothermally aged for 2 h and 6 h (2 + 4) samples. The
detailed hydrothermal pretreatment procedure can be found
in ESL} The target product N, maintained the same amount
at 107 ppm after 6 h of ageing. Interestingly, the N,
production was slightly higher at higher temperatures (dark
green line). After a total of 6 hours of deep hydrothermal
ageing, there was only a slight decrease in performance
compared to ageing for 2 hours, e.g. NO conversion, N,O and
NO, production. However, both aged samples (2 and 6 h) had
an enhanced activity compared to the degreened sample,
specifically in the conversion of NO and the generation of
NO,. NO oxidation is a structure-sensitive reaction and it is
well known that larger Pt particles give larger NO oxidation.®?
In addition, it is possible that some of the PtO, was reduced
to its metallic state under hydrothermal treatment at a
temperature of 800 °C, which is accompanied by particle
growth and sintering.®” In summary, Fig. 11 certainly shows
a strong hydrothermal stability for Pt/SSZ-13 zeolite. In
addition, as mentioned in the Experimental section also Pt/
BETA and Pt/Al,0; were compared under hydrothermal
conditions, see Fig. S8 and S9.f Both zeolite supports (BEA
and SSZ-13) were superior compared to Al,O;. Since SSZ-13 is
a common stable support for automotive catalysis, it was the
focus of the current work.

In situ DRIFTS studies for CO adsorption. The Pt state
with increasing loading of both fresh and de-greened
samples (Fig. S107 and 12) was investigated by examining the
last cycle of CO adsorption DRIFTS spectra. The peaks at
2098 ecm™' and 2152 cm™' were attributed to CO linearly
adsorbed onto metallic Pt surfaces and CO adsorbed on Pt
ions - oxidic Pt species, respectively.®®* 7 1t should be noted
that the CO gas phase bands were also in this region,”*
however, the last spectrum was recorded after cutting off CO
to ensure the interference of the CO gas phase was
minimized. For the peak at around 2139 cm™", Stakheev et al.
interpreted that (i) this peak could be assigned to the CO
adsorbed on the Pt sites with high coordination numbers; (ii)
the possible reoxidation of Pt metal particles by zeolite
protons and (iii) CO adsorption on partially reduced Pt
ions.”” Since XPS showed that some of the platinum was

This journal is © The Royal Society of Chemistry 2024

oxidized we assign the peak at 2139 em™ in this work to CO
adsorption on partially reduced Pt ions.”” The intensity of the
peak for CO adsorbed on oxidic Pt increased with increasing
Pt loading, while the intensity of the peak for CO adsorbed
on metallic Pt changed with the opposite trend. The
combination of the XPS and CO adsorption DRIFT spectra
suggests that as the Pt loading rises, the portion of oxidized
Pt species increases, with the 0.5 wt% Pt/SSZ-13 sample
containing the greatest proportion of metallic Pt.

Compared to Fig. S10,; the CO-adsorption profile on the
fresh samples presents some differences in trend. For the higher
Pt loadings, the degreening pretreatment results in more ionic
Pt, which is evident by that the peak at 2098 em™ is declining.
For Cu/SAPO-34 (also chabazite structure) similar behaviour has
been seen where higher temperature results in Cu migration to
ion-exchanged sites that increase the activity which could be one
of the reasons to explain this result.”

De-2wt%Pt

2133 2098

De-1wt%Pt

Absorbance

De-0.5wt%Pt

T T T

T T
2250 2200 2150 2100 2050 2000

Wavenumber / cm™?

Fig. 12 CO DRIFTS spectra performed on 0.5 wt%/1.0 wt%/2.0 wt%
de-greened Pt/SSZ-13 catalysts.

Catal. Sci. Technol., 2024, 14, 3219-3234 | 3229


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d4cy00153b

Open Access Article. Published on 27 April 2024. Downloaded on 12/4/2025 7:26:54 PM.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

Paper
1587 1453 1308
1624 \/\/
942 175\7/? 1180
3 vV
c H
© i
8 /
S
2 )
2 ;\\/\ —
163§2
1591
1346
T T T T T
4000 3500 3000 2500 2000 1500 1000

Wavenumber / cm™

Fig. 13 In situ DRIFTS spectra for exposure of 1 wt% Pt/SSZ-13 under
(@) 500 ppm NO at 80 °C for 60 min (b) cut NO for 60 min (c) feed
5000 ppm H; for 60 min.

In situ DRIFTS studies for NO reduction by H,. In order to
elucidate the reaction mechanism, DRIFTS spectra were
examined with 1 wt% Pt/SSZ-13 catalyst to identify the
chemical structure of surface reaction intermediates after
adding NO and H,. Fig. 13 shows DRIFTS spectra of NO
adsorption on the catalyst surface, NO desorption from the
surface and H,-NO reduction on the surface. After flowing
NO for 60 min, the bands at 2150, 1632, 1591 and 1346 cm ™"
were observed. It is noted that when stopping the flow of NO
gas, the peaks all decreased, especially the band at 2150 cm™
obviously decreased and shifted to 2137 cm™ which is
attributed to the desorption of nitrosyls (NO,) species weakly
adsorbed on the acidic sites of the zeolite.”* Adsorbed
nitrosyl (NO') co-adsorbed with a nitrate NO;  species on
adjacent metal cation - oxygen anion site-pairs of the support
for the band at 2220 cm™ were also reported in the
literature.*® Notably, this band can be easily removed even at
ambient-temperature evacuation which might be the reason
for the peak decrease in Fig. 13b. The band recorded at 1632
em ' is assigned to the nitrates adsorbed on the Pt. These
nitrates contain mainly bidentate (bridged) nitrates, but
monodentate nitrates also possibly exist which were
identified as active reaction intermediates at low
temperatures and became inactive over 300 °C according to
Sawva et al.”* According to the literature, the bands at 1591
em ™ and 1346 cm™ can be generally assigned to the nitrates
and nitrito on the support.”

After introducing H, at 80 °C, new peaks at 1180, 1308,
1453, 1757 and 1942 cm™" appeared. Large peaks appeared
above 2000 cm™' after introducing H, and were mainly
assigned to O-H stretching from water formation. The bands
at 2470 cm™' and 2945 cm' referred to the OH™ and O-
anions from water. Noticeably, a distinctive peak at 3303
em™ is shown, which can be assigned to the O-H stretching
vibration of water molecules that are hydrogen bonded to the
anion.”” In the range of 3580-3800 cm ", the peaks from
lower binding energies to higher binding energies are
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attributed to Si-OH(nest) (3590 cm™), framework bridged
hydroxyl groups-AIOHSi (3630 cm™'), extra framework AIOH
groups (3670 cm™') and terminal silanol groups - SiOHs
(3750 cm™) which are related to the OH bonds with the
zeolite support.”® Moreover, it was reported that peaks
belonging to the water bending mode in the gas phase and
liquid phases are located at 1594 cm™" and 1642 cm™ on the
Al,O; surface, respectively.”” And from an FTIR study of water
adsorption on H-ZSM-5 zeolite by Jobic and co-workers,”® it
was verified that the peak at 1340 cm™" could belong to
bridging OH groups with deformations by different zeolite
structure and composition.

Since the overlap of NO adsorption and water adsorption
on the surface increased the complexity of the spectra,
additional measurements were performed for verification,
where only H, and O, were added to the system without any
NO (Fig. 13a). With only H, and O,, similar peaks as
appearing in the Fig. 13c were seen, which demonstrates that
the peaks belonging to the water adsorption mostly covered
the peaks from NO reduction. Interestingly, a band at 1453
em™ was observed in Fig. 13c that could be attributed to
NH," ions, which could be one of the intermediates of the
H,-SCR reaction.”®®! After H, + O, reaction there is a peak at
1465 cm™' that came from the H,O adsorption which is quite
close to the peak at 1453 em™', which might result in partial
overlaps. Moreover, according to the literature,®* peaks at
1332 ecm ™' and 1625 cm™ can be assigned to the symmetric
and antisymmetric bending modes of the hydroxonium ion
in the zeolite. When only flowing NO in the system (Fig. 14b),
it is obvious that several peaks originally belonging to water
adsorption show negative peaks due to the water removal
from the surface, which also includes the peak at 1465 cm ™.
For the enlarged view of the region near 1633 cm™ in
Fig. 14b, it was been mentioned in relation to Fig. 13 that the
peaks at 1633 cm ' and 1591 cm ' are assigned to the
nitrates adsorbed on the Pt and zeolite surface respectively.
The intensity of these peaks became progressively stronger as
the time of NO exposure increased from 10 min to 60 min.
After introducing H,, it was observed that only the peak at
1633 cm™" decreased and shifted to a lower wavenumber of
1626 cm " (dashed line), which illustrates that H, adsorbed
on the Pt active site, attacks the nitrates on the Pt, leading to
weakened binding and a changed surface intermediate
structure. The peaks above 2000 cm™ appeared again
indicating that the H,-SCR reaction began to occur, and
water was formed. Most importantly, a new peak at 1454
em™ was formed with H,-SCR, further suggesting the
presence of ammonium ions in the reaction process. It
should be noted that water also has a band at 1465 cm™
(Fig. 14a) thus it is likely that the band at 1454 cm™ is an
overlap between ammonia and water on the surface. NH; has
been reported as a by-product of H,-SCR in many
publications,”*®® however the activity test in our study
(section: Reaction process) did not reveal the presence of
ammonia. Instead, through DRIFTS the presence of
ammonium ions is shown, suggesting that the Pt/SSZ-13

This journal is © The Royal Society of Chemistry 2024
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Fig. 14 In situ DRIFTS spectra for exposure of 1 wt% Pt/SSZ-13 at 80
°C under (a) 5000 ppm H, + 5000 ppm O, for 60 min (b) 500 ppm NO
for 60 min; flush Ar for 30 min; 5000 ppm H, for 60 min (enlarged view
of the peaks near 1633 cm™) (c) 500 ppm NO + 5000 ppm H, at for 60
min (d) 500 ppm NO + 5000 ppm H; + 5000 ppm O, for 60 min.

could store NH,". This is in line with the study by Giordanino
et al. who studied the interaction of NH, with Cu-SSZ-13,%*
and here NH," could play a role as an intermediate that
assists the NO reduction. As well as the work from Shibata
et al., the reactions between intermediate NH, species and
NO were shown as an important pathway during the H,-SCR
process.”® The band recorded at 1309 cm™" is considered a
water peak in this spectrum. Although it has been reported
that it may belong to nitrites (NO, ) adsorbed on the
support’? due to its high peak intensity and the absence of

This journal is © The Royal Society of Chemistry 2024
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NO flow, it is presumed to belong to water produced by the
reaction. A small peak at 1180 cm™" appears in all the spectra
which also is assigned to OH groups.”®

If NO and H, are added simultaneously (Fig. 14c), the
overall spectrum is similar to Fig. 14b. However, it could be
noticed that the peak at 1454 cm ' was split into two peaks
at 1442 cm™ and 1500 cm™, respectively. The peak at 1442
em ™ is considered to be a shift by the H, influence from the
original peak at 1454 cm™ of ammonium ions since the
shape and intensity are quite similar.*® Due to the reaction
occurring more rapidly and the competitive adsorption of H,
against NO,, the small side peak at 1500 cm™" is assigned to
different NO, adsorption species such as Pt,NO.*® Moreover,
the NO, adsorption peak in the region of 1591-1633 cm™
subsequently disappeared, which could be explained by the
rapid reaction in the presence of H,. Comparing Fig. 14d
with NO + O, + H,, the peak at 1309 cm™" is shifted to 1292
em™' with an extremely enhanced intensity and sharpness.
The peak at 1309 cm ™' was assigned to water instead of
nitrites (NO, ") with only H, feed, but here with NO + O, + H,,
it is reasonable to consider that nitrites also contribute to the
peak. Although the peaks at 1442 cm™' and 1500 cm™
merged into a peak around 1471 cm™ again, this peak shape
is broader, and this could be due to the overlap of multiple
peaks.

In situ DRIFTS studies for adsorbed NH," species
reactivity. To further verify the suggested mechanism relating
to the surface adsorbed NH," ions as reaction intermediate
facilitating the reduction of NO, additional experiments were
performed. In Fig. 15a, the results from ammonia adsorption
on 1 wt% Pt/SSZ-13 at 80 °C is shown. A clear peak at 1454
em™ is observed and is assigned to NH," species, consistent
with the results in Fig. 13 and 14. Thereafter, the NH; gas is

—— 10min
—— 20min
— 30min
——40min
50min
——60min
———Ar 60min

Absorbance

Absorbance

1 1 1
2000 1500 1000 500

Wavenumber / cm™

T
3000 2500

Fig. 15 In situ DRIFTS spectra for exposure of 1 wt% Pt/SSZ-13 at 80
°C under (a) 500 ppm NH3 flowing for 60 min; Ar flowing for 60 min
(b) 500 ppm NO flowing for 60 min.
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removed for 60 min (Ar only), and the peak corresponding to
NH," species at 1454 cm™" retained its shape and intensity,
showing stability on the surface. The subsequent
introduction of NO induced a noticeable depletion of
ammonium ions on the surface, especially within the first 30
min as shown in Fig. 15b. Confirmation of N, formation
upon the introduction of NO was provided by mass
spectrometry (Fig. S11f). Shibata et al?>® similarly
demonstrated the storage of NH," on the Bronsted-acid site
of acidic supports, enhancing selective N, formation via a
well-established NH;-SCR mechanism.

DRIFTS measurements have led to a more in-depth study
and understanding of the key surface intermediate species
involved in the reaction. Multiple tests were carried out to
reduce the complexity of the system caused by the influence
of water. To sum up, i) nitrosyl species weakly adsorbed on
the acidic sites of the zeolite can be easily removed. ii) H,
absorbed on Pt was activated to interact with NO which was
also absorbed on the Pt surface. iii) The formation of NH,"
ions was demonstrated and they can play a role as a reaction
intermediate to assist in the reduction of NO, which also was
shown. iv) The reaction occurred rapidly when NO and H,
entered simultaneously, where the NO storage form was
changed. v) The addition of O, to NO + H, mixture generates
more nitrite (NO, ") species on the catalyst.

Conclusions

Pt-based, lab-synthesized SSZ-13 zeolite catalysts were
prepared by an incipient impregnation method with three
loadings of 0.5 wt%, 1.0 wt% and 2 wt% and characterized
and activity-tested in a flow reactor with wash-coated
monoliths. The reaction process is complex, with H,-SCR
mainly occurring at lower temperatures, and NO oxidation at
higher temperatures, but with several side reactions. A higher
proportion of H, with H,/NO ratios of 4.4/8.8/13.2 promoted
the reaction to start at a lower temperature and favoured the
N, formation. Compared to the higher Pt loadings, the 0.5
wt% sample has good activity and higher maximum N,
selectivity of 75%, this could be due to a lower oxidation of
H, by oxygen and the fact that the catalyst contains a higher
proportion of platinum in the metallic state. Water has an
inhibition effect on H,-SCR at lower temperatures due to the
competitive adsorption between and reactant
molecules. Pt/SSZ-13 catalyst has shown good hydrothermal
durability after 6 h in total hydrothermal ageing.

In situ DRIFT studies were done to explore the reaction
mechanisms. When H, was introduced to an NO-saturated
sample at 80 °C, water formation was observed showing that
the SCR reaction was started. H, is absorbed on the surface
of Pt active sites and is activated to interact with nitrates that
are also absorbed on the Pt surface. The bonding of nitrates
on the Pt was weakened. Meanwhile, NH," ions were formed
and shown that during the reaction they played a role as
reaction intermediates to assist in the reduction of NO.
Simultaneous entry of NO and H, induces a faster reaction

water
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than sequential entry and affects the binding of surface
species, especially NO. The introduction of O, to the NO + H,
mixture generates more nitrite (NO,") species on the catalyst.
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