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Hydrolysis of amide bonds is expected as a promising technology, namely in the fields of biorefinery using

proteins and chemical recycling of plastics. For the model reaction of glycylglycine hydrolysis, ZrO2 was

found to work as an effective catalyst and afforded glycine in up to 97%-C under the optimum conditions,

while acidic oxides and basic oxides were inferior to ZrO2. The characterization using N2 physisorption,

XRD, NH3-TPD, and CO2-TPD revealed that the weight-basis activity of ZrO2 correlated with its acidic and

basic properties. ZrO2 was demonstrated to be applicable to the hydrolysis of amide bonds: dipeptides with

acidic or basic side chain into amino acids; small organic amides into both amines and carboxylic acids

with their equivalent amounts; and nylon 6 into ε-caprolactam and ε-aminocaproic acid.

1. Introduction

Amide bonds are ubiquitous chemical bonds that are often
found in small organic compounds used as solvents (e.g.,
N,N-dimethylformamide and N,N-dimethylacetamide),
pharmaceutical compounds, proteins (in this case, amide bonds
are generally called peptide bonds), and synthetic polymers (i.e.,
polyamides such as nylon and aramid).1–3 In the latter two
exemplified categories, their catalytic hydrolysis is an attractive
means of producing building blocks, i.e., amino acids from
proteins and amines and carboxylic acids from synthetic
polymers, from the viewpoints of biorefinery and chemical
recycling of plastics.4,5 However, the resonance structure of
amides leads to the high stability of C–N bonds and makes the
dissociation of amide bonds difficult. The development of
catalysts is necessary for the activation of amide bonds to be
hydrolyzed. Considering the production of amines and
carboxylic acids (or amino acids) via the hydrolysis of amide
bonds, strong acids (e.g., HCl and H2SO4) and strong bases (e.g.,
NaOH), which are typical catalysts for hydrolyzing a variety of
chemical bonds, inevitably undergo neutralization by such
reaction products to be deactivated; in other words, such strong
acids/bases cannot make the hydrolysis of amides catalytic. In
this respect, well-designed catalysts need to be devised for the

hydrolysis of amide bonds involved in a variety of compounds
as described above.

The hydrolysis of peptide bonds involved in various
molecules has been achieved by using both homogeneous
and heterogeneous catalysts, as summarized in Table S1.†
As homogeneous catalysts, Sc(OTf)3 (OTf =
trifluoromethanesulfonate)6 and polyoxometalate K15H[Zr(α2-
P2W17O61)2] (ref. 7) were reported for the hydrolysis of
oligopeptides and dipeptides to produce (co-)monomers in
high yields. Cerium hydroxide gel formed via the precipitation
of Ce(NH4)2(NO3)6 in a buffer8 and Zr oxide clusters involved
in metal–organic frameworks (MOFs) as nodes have also been
employed as heterogeneous catalysts for efficiently
hydrolyzing peptide bonds in a variety of dipeptides and even
proteins (myoglobin and hen egg-white lysozyme) under mild
conditions.9–12 This MOF-catalyzed hydrolysis, however,
necessitated the careful control of pH by using acid, base, or
buffer solution and also could suffer from the restriction of
reaction conditions due to the lower thermal stability of MOFs
compared to metal oxides; the former disadvantage makes
the separation and purification of product(s) complicated,
and the latter demerit narrows the substrate scope. Nb2O5

was reported to work as a heterogeneous catalyst for the
hydrolysis of aliphatic and aromatic (N-substituted) amides to
produce corresponding carboxylic acids in water under reflux
conditions (Table S2†).13 As a variant of amide-bond cleavage
by solvents, the alcoholysis of various amides to produce
esters was achieved by using CeO2,

14–17 whose amphoteric
surface nature is responsible for a variety of reactions.18–22

Yet, these reaction systems using metal oxides as catalysts
continuously released useful co-products (i.e., NH3 or amines)
to outside of the reactor or trapped such co-products with an
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acidic zeolite since the equilibrium of these reactions need to
be shifted and also such basic compounds potentially
deactivate Lewis acidic metal centers that function as
catalytically active sites. Meanwhile, De Vos et al. demonstrated
the NH3-assisted depolymerization of nylon 66 by using Nb2O5

in an acetamide solvent to produce N,N′-hexamethylene
bis(acetamide), which can be further converted into
hexamethylenediamine, in up to 98% yield.23 A homogeneous
Zn(OTf)2 catalyst was effective for the esterification of amides
possessing a hydroxy group coordinating to the β-carbon atom
although it suffered from the narrow substrate scope.24 Mn-
containing complexes were also reported as effective catalysts
for the esterification of tertiary amides.25,26 For the hydrolysis
of nylon 6 (also called polyamide-6) as an example of
polyamides, high-temperature water typically at 573 K or above
produced its monomer in cyclic form (i.e., ε-caprolactam) and/
or linear form (i.e., ε-aminocaproic acid) in up to 92% yield
(Table S3†).4,27–34 The use of acids enabled the reaction
temperature to decrease to a certain or large extent; some of
them including solid acids such as H-beta zeolites and sulfated
γ-Al2O3–ZrO2 (ref. 32 and 34) were reported to work as catalysts
possibly owing to the production of ε-caprolactam, which
possesses neither a carboxy group nor an amino group, instead
of ε-aminocaproic acid. As above, catalytic hydrolysis reactions
for specific compounds have been reported thus far; however,
to the best of our knowledge, there is no report on catalysts
that enable hydrolysis of amide bonds in various types of
compounds consisting of small organic amides, peptides, and
synthetic polymers. In this context, we here demonstrate a
widely-applicable catalyst consisting of amphoteric ZrO2, which
is also known as an effective catalyst to various reactions due

to its acid–base bifunctionality,18,19,35–37 for hydrolytically
producing amino acids from peptides, ε-caprolactam and
ε-aminocaproic acid from nylon 6, and both amines and
carboxylic acids with equivalent amounts from small organic
amides.

2. Experimental
2.1. Reagents

All the chemicals listed in Table S4† were purchased from
each supplier and used as-received without further
purification. Most of the metal oxides tested as catalysts were
calcined in an electric furnace in air prior to their use for
catalytic reactions (Table S5†); for example, the most
intensively studied metal oxide, monoclinic-rich ZrO2

(hereafter denoted as m-ZrO2; RC-100, Daiichi Kigenso
Kagaku Kogyo), was calcined in air at 673 K for 3 h. Also,
tetragonal-rich ZrO2 (denoted as t-ZrO2) was prepared via the
calcination of Zr(OH)4 (Daiichi Kigenso Kagaku Kogyo) in air
at 673 K for 3 h. For MgO and CaO, they were heat-treated in

a N2 flow (30 mL min−1) at 773 K for 3 h and handled in a
glove box filled with Ar in order not to be deactivated by
atmospheric CO2.

2.2. Hydrolysis of glycylglycine

Typically, 2.0 mmol of glycylglycine (denoted as Gly-Gly), 0.10 g
of catalyst, 5.0 g of H2O, and a stirring bar were charged into a
pressure-resistant glass tube (Ace Glass, inner volume 15 mL).
The reaction mixture was heated at 353 K in an oil bath for a
certain time and then cooled to room temperature in a water
bath. The reaction mixture was collected with H2O and filtered
with a polytetrafluoroethylene (PTFE) syringe filter (0.2 μm
mesh). The unreacted substrate and products were quantified
by using a high-performance liquid chromatograph (HPLC;
Prominence HPLC System, Shimadzu, refractive index (RI)
detector) equipped with an Asahipak NH2P-50 4E column
(Shodex, ϕ 4.6 × 250 mm, mobile phase = 20 mM phosphate
buffer solution (pH 6)/acetonitrile = 30/70 (vol/vol), 1.0 mL
min−1, 313 K) with D-sorbitol as an internal standard. The values
of conversion, yield, and balance were calculated by using the
following equations. Note that no peaks other than Gly-Gly,
glycine, or glycine anhydride were observed in this study.

Conversion %½ �
¼ 1 − Amount of unreacted substrate mol½ �

Amount of charged substrate mol½ �
� �

× 100

(1)

Yield %‐C½ �
¼ Amount of carbon atoms in product mol½ �

Amount of carbon atoms in charged substrate mol½ � × 100

(2)

Balance %½ � ¼ Amount of carbon atoms in unreacted substrate mol½ � þP
Amount of carbon atoms in product mol½ �

Amount of carbon atoms in charged substrate mol½ � × 100 (3)

For the reuse test, the spent catalyst was separated from
the reaction mixture by centrifugation, washed with H2O,
and dried in an oven at 383 K overnight. Afterward, the
catalyst was used for the next run without further treatment
or after calcination in air at 673 K for 3 h.

2.3. Hydrolysis of various amide compounds

Dipeptides other than Gly-Gly, aliphatic alkylamides
(N-ethylpropionamide and N,N-diethylpropionamide), and nylon 6
were employed as substrates via each specific procedure as follows.

Dipeptides. 0.50 mmol of dipeptide, 0.025 g of m-ZrO2, 5.0
g of H2O, and a stirring bar were charged into a pressure-
resistant glass tube. The reaction mixture was heated at 373
K in an oil bath for a certain time and then cooled to room
temperature in a water bath. The reaction mixture was
collected with H2O and filtered with a PTFE syringe filter.
The reaction products were quantified by using an HPLC
equipped with an Asahipak NH2P-50 4E column (the same as
the hydrolysis of Gly-Gly) after the addition of D-sorbitol as
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an internal standard. The conversion and product yield were
calculated by using the following equations.

Conversion %½ � ¼ 1 − Amount of unreacted substrate mol½ �
Amount of charged substrate mol½ �

� �
× 100

(4)

Yield %½ � ¼ Amount of product mol½ �
Amount of charged substrate mol½ � × 100 (5)

Aliphatic alkylamides. 2.0 mmol of amide, 0.10 g of m-
ZrO2, 10 g of H2O, and a stirring bar were charged into a

stainless-steel autoclave (HIRO Company, inner volume 190
mL). After sealing, the reactor was purged and pressurized
with Ar at 1 MPa at room temperature. The reactor was
heated at the designated temperature for a certain time and
then cooled to room temperature in a water bath. The
reaction mixture was collected with H2O and filtered with a
PTFE syringe filter. The reaction products were quantified by
a gas chromatograph with a flame-ionization detector (GC-
FID; Shimadzu, GC-2014) equipped with an InertCap for
Amine capillary column (GL Sciences, ϕ 0.32 mm × 30 m)
with tert-butyl alcohol as an internal standard. The
conversion and product yield were calculated using eqn (4)
and (5). The balance of each moiety (carboxylic acid or
amine) was calculated by using the following equation.

Balance of each moiety %½ � ¼ Amount of unreacted substrate mol½ � þ Amount of produced carboxylic acid or amineð Þ mol½ �
Amount of charged substrate mol½ � × 100

(6)

Nylon 6. 0.23 g of nylon 6 (corresponding to 2.0 mmol of
monomeric unit, pellets), 0.10 g of m-ZrO2, 10 g of H2O, and
a stirring bar were charged into a stainless-steel autoclave.
The subsequent procedures were the same as the cases of
aliphatic alkylamides (vide supra). The reaction products were
collected with H2O. After the filtration through a PTFE
syringe filter, the water-soluble products were quantified by
using two HPLCs equipped with either an Asahipak NH2P-50
4E column (the same as the hydrolysis of Gly-Gly) or a
Gemini NX-C18 column (Phenomenex, ϕ 4.6 × 150 mm,
mobile phase = acetonitrile/20 mM phosphate buffer solution
(pH 6) = 5/95 (vol/vol), 1.0 mL min−1, 313 K) with both
glycerol and tert-butyl alcohol as internal standards. Typical
HPLC charts for these two columns are shown in Fig. S1.†
The yields of monomers (i.e., ε-caprolactam and
ε-aminocaproic acid) were calculated from eqn (7), while the
yield of oligomers was estimated with the assumption of
their calibration factor from ε-aminocaproic acid in the case
of the NH2P-50 4E column and calculated from eqn (8). The
value of balance was calculated from eqn (9). We should note

that the conversion of nylon 6 could not be estimated since
the quantification of unreacted nylon 6 was impossible.

Yield of monomers %½ �
¼ Amount of produced monomer mol½ �

Amount of monomer unit in charged nylon 6 mol½ � × 100

(7)

Yield of oligomers %½ �
¼ Amount of monomer unit in oligomers mol½ �

Amount of monomer unit in charged nylon 6 mol½ � × 100

(8)

Balance %½ � ¼
P

Amount of produced monomer mol½ � þ Amount of monomer unit in oligomers mol½ �
Amount of monomer unit in charged nylon 6 mol½ � × 100 (9)

2.4. Characterization of catalysts

N2 physisorption measurement was conducted at 77 K to
examine the specific surface area of the catalyst using the
Brunauer–Emmett–Teller (BET) equation with an automated
instrument (Gemini VII 2360, Micromeritics). X-ray
diffraction (XRD) patterns were recorded by using a Rigaku
MiniFlex600 diffractometer (Cu Kα (40 kV, 40 mA) radiation).
Temperature-programmed desorption with NH3 or CO2 (NH3-
TPD or CO2-TPD) was conducted with an automated
apparatus BELCAT II (MicrotracMRB) equipped with both a
thermal conductivity detector (TCD) and quadrupole mass
spectrometer (Q-MS; BELMASS, MicrotracMRB). In each run,
0.30 g of the sample was pretreated in Ar (50 mL min−1) at

673 K for 1 h, exposed to 5.0 vol% of NH3/Ar (50 mL min−1)
or 10 vol% of CO2/Ar (50 mL min−1) at 373 K for 30 min, and
further treated in Ar (50 mL min−1) at 373 K for 30 min.
Afterward, the desorption profile of probe molecules was
monitored with both Q-MS and TCD in the temperature
range from 373 K to 1273 K with a 10 K min−1 ramp rate in
an Ar flow (30 mL min−1). Thermogravimetry-differential
thermal analysis (TG-DTA; Rigaku, Thermo Plus EVOII) was
conducted to elucidate the presence of organic species
deposited on the spent catalysts. The TG-DTA profiles were
recorded with ca. 10 mg of each sample in an air flow (30 mL
min−1) from room temperature to 1123 K with a 10 K min−1

ramp rate.

3. Results and discussion
3.1. Screening of catalysts for glycylglycine hydrolysis

For the hydrolysis of glycylglycine (Gly-Gly), which is a simple
dipeptide, a variety of metal oxides, typical solid acids,
soluble acid, and soluble base were initially tested in water at

(6)
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353 K for 4 h, as summarized in Table 1. It should be noted
that the reaction conditions employed here were carefully
controlled to adjust the conversion of Gly-Gly to the low-
medium range due to the desire for fairly comparing the
activity of each catalyst. Under the conditions without a
catalyst, the hydrolysis of Gly-Gly did not proceed at all (entry
1); this result allowed us to estimate the catalytic activity of
each metal oxide precisely by ignoring the contribution of
hydrolysis regardless of catalysts opposite to various
hydrolysis reactions operated at high temperatures.4,38,39 As
seen in Table 1, the hydrolysis of Gly-Gly proceeded to give

glycine in the presence of appropriate catalysts, along with
the formation of glycine anhydride as a result of the
dehydrative cyclization of Gly-Gly. Among the metal oxides
tested in this study, m-ZrO2, t-ZrO2, CeO2 (which was
reported to be a good catalyst for the alcoholysis of
amides),14,15 and CaO provided high values of both Gly-Gly
conversion and glycine yield (entries 2, 4, 5, and 6). However,
CaO could not be recovered after the reaction due to its
dissolution in water. What is worse, the use of half amount
of CaO for 8 h converted only 4.8% of Gly-Gly (entry 7), the
value of which was 25-fold less than that by 0.10 g of CaO

Table 1 Screening of various catalysts for hydrolysis of glycylglycine (Gly-Gly)a

Entry Catalyst
SBET

b

[m2 g−1]
Conv.
[%]

Yield [%-C]
TOFc

[h−1]
Bal.d

[%]Glycine Glycine anhydride

1 None — 0 0 0 — 101
2 m-ZrO2

e 85 43 40 2.8 0.25 101
3 m-ZrO2

e, f 85 45 39 3.0 0.24 98
4 t-ZrO2

e 82 42 38 2.9 0.23 99
5 CeO2 72 22 21 0.7 0.18 99
6 CaOg 8.7 38 38 0 0.11 100
7 CaO f,g 8.7 4.8 1.5 2.4 0.004 99
8 Sm2O3 35 16 13 3.6 0.12 101
9 Pr6O11 46 23 11 5.4 0.095 94
10 Y2O3 34 12 9.0 2.6 0.051 100
11 Yb2O3 28 11 7.6 3.9 0.074 100
12 Nb2O5 48 9.9 7.3 2.5 0.049 100
13 La2O3 31 11 6.8 3.5 0.056 99
14 ZnO 9.3 10 3.3 0.7 0.014 94
15 MgOg 67 3.1 0.8 0.9 0.002 99
16 MnO2 15 1.3 0.3 0.1 0.001 99
17 TiO2 11 0 0 0.7 0 101
18 MoO3 1.9 4.4 0 2.4 0 98
19 Fe2O3 6.8 3.3 0 0 0 97
20 α-Al2O3 7.7 0 0 0 0 101
21 SiO2 483 2.6 0 0 0 97
22 SnO2 31 1.0 0 0 0 99
23 SiO2–Al2O3 383 2.6 0 0.3 0 98
24 Beta 383 1.2 0 0.1 0 99
25 FAU 450 1.6 0 0.1 0 99
26 Hydrotalcite 59 1.4 0 0.9 0 100
27 H2SO4 — 2.9 0 0.1 0 97
28 H2SO4

h — 4.4 1.0 0.1 0.001 97
29 NaOH — 23 24 0 0.046 101

a Reaction conditions: Gly-Gly 2.0 mmol; catalyst 0.10 g; H2O 5.0 g; 353 K; 4 h. b BET specific surface area. c Turnover frequency on the basis of
the mole of catalyst and hydrolysis rate (i.e., half of the formation rate of glycine): TOF [h−1] = (formation rate of glycine [mmol h−1])/(2 × (mole
of metal atoms in each metal oxide [mmol])). For homogeneous catalysts, the mole of H+ or OH− was used for the calculation instead of the
mole of metal atoms. d Balance. e Calcined at 673 K. f Catalyst 0.05 g; 8 h. g Operated in Ar. h 2.0 mmol.
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(entry 6), and provided 1.5%-C yield of glycine (the more
detailed investigation for the effects of CaO amount and
reaction time is available in Table S6 and Fig. S2†). These
results indicated that CaO was not an effective catalyst for
the hydrolysis of Gly-Gly. The m-ZrO2 and t-ZrO2 catalysts
exhibited comparable weight-basis activity to each other and
also the highest values (0.25 h−1 and 0.23 h−1) of turnover
frequency (TOF) based on the mole of metal atoms in each
catalyst and hydrolysis rate (i.e., half of the formation rate of
glycine due to the production of two glycine molecules from
one Gly-Gly molecule; entries 2 and 4). Their activity is
discussed on the basis of their surface properties and
structural change in the next section. Furthermore, in stark
contrast to CaO (entries 6 and 7), the reaction operated with
half the amount of m-ZrO2 for 8 h provided comparable
results to those conducted under the original conditions
(entries 2 and 3). Some of the metal oxides including Nb2O5

promoted the hydrolysis of Gly-Gly to some extent (entries 8–
16). Given that Nb2O5 was demonstrated to achieve the high-
yielding production of carboxylic acids from amides under
reflux conditions to release co-produced NH3,

13 the produced
glycine with a basic amino group could act as a catalyst
poison toward Nb2O5. The other metal oxides as well as
zeolites40 were almost inactive for this reaction (entries 17–
26). According to previous papers, beta- and FAU-type zeolites
catalyzed the hydrolysis of nylon 6 to produce
ε-caprolactam,32,34 while in the current study, they did not
hydrolyze Gly-Gly. These contrasting results would be
connected to two reasons. The number of basic amino groups
in nylon 6 is negligible, and the product (i.e., ε-caprolactam)
lacks an amino group; such a situation in the hydrolysis of
nylon 6 could allow acid sites of zeolites to avoid their
neutralization and maintain their activity, while acid sites
readily undergo the neutralization by the amino group of Gly-
Gly. Another possible reason is the significant difference in
reaction temperatures between the Gly-Gly hydrolysis studied
here and previously investigated hydrolysis of nylon 6 (Table
S3†). A homogeneous acid, H2SO4, did not promote the

hydrolysis of Gly-Gly even when its loading amount was
doubled (entries 27 and 28). Gly-Gly underwent hydrolysis in
the presence of homogeneous base, NaOH (entry 29), but the
glycine yield (24%-C) was lower than that given by m-ZrO2

(40%-C; entry 2). These reaction results stressed ZrO2 to be
the appropriate catalyst for hydrolyzing Gly-Gly.

3.2. Relationship between catalytic activity of metal oxides in
hydrolysis of glycylglycine and their physicochemical
properties

To understand the surface properties that are necessary for
the hydrolysis of Gly-Gly, the acidity and basicity of m-ZrO2,
t-ZrO2, CeO2, Nb2O5, and MgO were elucidated by NH3- and
CO2-TPD measurements (Table 2 and Fig. S3†). The active
catalysts (i.e., m-ZrO2, t-ZrO2, and CeO2) were amphoteric,
and the higher activity of the two ZrO2 catalysts compared to
CeO2 was due to the large amount of acid and base sites
(entries 1–3). The comparable activity of the two ZrO2

catalysts can be rationalized by their similar amount of both
acid and base sites (entry 1 vs. entry 2). The low activity metal
oxides, Nb2O5 and MgO, were acidic and basic, respectively
(entries 4 and 5). Yet, considering that MgO was transformed
readily into Mg(OH)2 in water at 353 K for 4 h (Fig. S4†),
which were the same conditions as the hydrolysis of Gly-Gly
(Table 1), the currently acquired reaction result with MgO
could actually reflect the activity of the in situ formed
Mg(OH)2 phase. The values of TOF on the basis of the
hydrolysis rate and amount of acid or base sites are also
listed in Table 2. These values stressed the higher activity of
the amphoteric metal oxides consisting of m-ZrO2, t-ZrO2,
and CeO2, compared to Nb2O5 and MgO. These quantitative
data, therefore, demonstrated that acid and base sites
cooperatively functioned as active sites for hydrolyzing Gly-
Gly. The importance of the amphoteric property of metal
oxides for cleaving amide bonds was also demonstrated
theoretically and experimentally in a previous report on the
alcoholysis of amides over CeO2.

15

Table 2 Surface acidity and basicity of metal oxides

Entry Catalyst
SBET

a

[m2 g−1]

Desorbed
amount
in TPDb

[μmol g−1] Conv.c

[%]

Yieldc [%-C] TOFd [h−1]

NH3 CO2 Glycine Glycine anhydride Acid-site basis Base-site basis

1 m-ZrO2
e 85 275 190 43 40 2.8 7.3 11

2 t-ZrO2
e 82 245 164 42 38 2.9 7.8 12

3 CeO2 72 113 94 22 21 0.7 9.3 11
4 Nb2O5 48 164 1 9.9 7.3 2.5 2.2 —
5 MgO f 67 1 94 3.1 0.8 0.9 — 0.4

a BET specific surface area. b Total desorbed amount of each probe molecule in the temperature range of 383–773 K in each TPD profile (Fig.
S3†). c Results of Gly-Gly hydrolysis (the same as the data in Table 1). Reaction conditions: Gly-Gly 2.0 mmol; catalyst 0.10 g; H2O 5.0 g; 353 K;
4 h. d Turnover frequency calculated from the hydrolysis rate of Gly-Gly (i.e., half of the formation rate of glycine) and amount of acid or base
sites: TOF [h−1] = (formation rate of glycine [μmol g−1 h−1])/(2 × (desorbed amount of NH3 (or CO2) [μmol g−1])). e Calcined at 673 K. f Prior to
the standard pretreatment, this sample was heat-treated in an Ar flow (30 mL min−1) at 773 K for 3 h.

Catalysis Science & TechnologyPaper

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 2

9 
M

ay
 2

02
4.

 D
ow

nl
oa

de
d 

on
 3

/1
6/

20
26

 4
:5

9:
27

 P
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d4cy00533c


Catal. Sci. Technol., 2024, 14, 3898–3908 | 3903This journal is © The Royal Society of Chemistry 2024

Meanwhile, the XRD patterns of t-ZrO2 before/after the
reaction (Fig. 1) indicated that a part of the tetragonal phase
underwent phase transition into the monoclinic phase during
the hydrolysis reaction. In contrast to t-ZrO2, the XRD pattern
of m-ZrO2 remained unchanged after its use for the Gly-Gly
hydrolysis (Fig. 1). Although the catalytic activity of m-ZrO2

and t-ZrO2 was similar to each other, m-ZrO2 was determined
to be the most suitable catalyst in the later sections due to its
higher stability against phase transition under the reaction
conditions.

3.3. Effect of calcination temperature of m-ZrO2 and reaction
conditions on glycylglycine hydrolysis

The calcination temperature is well-known to affect the
structure, surface properties, and also catalytic activity of
various metal oxides,13,20,21,36,41 which motivated us to
investigate such effect on the activity of the m-ZrO2 catalyst
on the Gly-Gly hydrolysis. The XRD patterns of the m-ZrO2

catalysts calcined at different temperatures (i.e., 673, 773,
and 873 K) (Fig. S5†) showed that the tetragonal phase was
slightly present in the m-ZrO2 sample calcined at 673 K, but
its content gradually decreased upon the increase in the

calcination temperature; the highest calcination temperature
of 873 K resulted in the formation of monoclinic ZrO2 with
negligible content of tetragonal phase. Table 3 lists the
specific surface area, acid/base properties, and reaction
results of m-ZrO2 calcined at three different temperatures.
The conversion of Gly-Gly and yield of glycine steadily
decreased by increasing the calcination temperature, while
the difference in the conversion rates of Gly-Gly normalized
by the specific surface area of each m-ZrO2 was insignificant.
Such comparable surface properties of m-ZrO2 could be
connected to the similarity of the normalized formation rate.
These data have also confirmed the importance of the
amphoteric surface property of m-ZrO2 for the hydrolysis of
Gly-Gly. In the following reactions, due to the better weight-
basis activity of m-ZrO2, the calcination temperature of 673 K
was selected.

The time courses of Gly-Gly hydrolysis over m-ZrO2

calcined at 673 K were then investigated at different reaction
temperatures of 333, 353, and 373 K (Fig. 2 and Table S7†).
For all these tests, the material balance was quite high (97–
103%), stressing the absence of products other than glycine
and glycine anhydride at least within the temperatures
investigated here. The reaction at 333 K gradually converted
Gly-Gly into glycine and glycine anhydride, but the
conversion of Gly-Gly was still 85% even for the reaction time
of 120 h. The slope of time course became steeper at higher
reaction temperatures. At 373 K, almost all Gly-Gly was
converted into glycine (89%-C yield) and glycine anhydride
(6.6%-C) for 4 h, and the highest yield of glycine (97%-C) was
achieved at 24 h due to the hydrolysis of glycine anhydride.
As seen in Fig. 2, the fast hydrolysis of both Gly-Gly and
glycine anhydride enabled at high temperatures is the key to
the high yield of glycine in a short reaction time.

3.4. Reuse test of m-ZrO2 in glycylglycine hydrolysis

Fig. 3A and Table S8† represent the results of the reuse test
of the m-ZrO2 catalyst in the hydrolysis of Gly-Gly. In these
experiments, the conversion of Gly-Gly was intentionally
suppressed within the medium level by controlling the
reaction conditions at 353 K for 4 h, which were the same as
those for the screening of the catalyst (vide supra), in order to

Fig. 1 XRD patterns of m-ZrO2 and t-ZrO2 before/after the reaction.
Reaction conditions: Gly-Gly 2.0 mmol; ZrO2 (calcined at 673 K) 0.10
g; H2O 5.0 g; 353 K; 4 h. References: monoclinic ZrO2 = ICSD card
#18190; tetragonal ZrO2 = ICSD card #68781.

Table 3 Effect of calcination temperature on the catalytic activity of m-ZrO2

Entry
Calcination
temp. [K]

SBET
a

[m2 g−1]

Desorbed
amount
in TPDb

[μmol g−1] Conv.c

[%]

Yieldc [%-C] Bal.c,d

[%]
vGly

e

[mmol h−1 m−2]NH3 CO2 Glycine Glycine anhydride

1 673 85 275 190 43 40 2.8 101 0.048
2 773 62 216 144 31 28 2.5 99 0.045
3 873 45 149 98 27 22 1.8 97 0.049

a BET specific surface area. b Total desorbed amount of each probe molecule in the temperature range of 383–773 K in each TPD profile (Fig.
S6†). c Results of Gly-Gly hydrolysis (the data for entry 1 are the same as those of m-ZrO2 in Tables 1 and 2). Reaction conditions: Gly-Gly 2.0
mmol; m-ZrO2 0.10 g; H2O 5.0 g; 353 K; 4 h. d Balance. e Formation rate of glycine on the basis of SBET.
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avoid the overestimation of catalyst reusability.42 As above,
the fresh m-ZrO2 catalyst under the current conditions
afforded the Gly-Gly conversion of 43% and glycine yield of
40%-C. The catalytic activity of m-ZrO2 gradually decreased
upon its repeated use. The specific surface area (Fig. 3A) and
XRD pattern (Fig. 3B) of m-ZrO2 were unchanged in the
three-times reuse tests. These data indicated that the
structural change of m-ZrO2 did not occur at least after each
run of Gly-Gly hydrolysis. The accumulation of organic
species on the catalyst surface was also investigated by TG-
DTA (Fig. S7†). Yet, in the TG-DTA profiles for m-ZrO2 after
each run, the weight drop with an exothermic peak was not
observed clearly. Besides, the catalytic activity could not be
recovered after the calcination at 673 K for 3 h (Fig. 3A).
These data thus indicated that the deposition of organic
species was unlikely to be the reason of catalyst deactivation.

The surface acid/base properties of the catalyst after the
3rd run were examined by TPD measurements (Table S8 and

Fig. S8†). The amount of acid sites was unchanged even after
the reuse experiments. Meanwhile, the amount of weak base
sites that were observed in the temperature range of 383–773
K decreased from 190 μmol g−1 (fresh) to 145 μmol g−1 (after
the 3rd run and calcination at 673 K), and instead, the strong
base sites (46 μmol g−1) were generated after the 3rd run due
to the appearance of new peaks at 853 K and 1033 K in the
CO2-TPD profile; such alteration of surface properties of m-
ZrO2 could be the reason for its deactivation. According to
previous reports on the catalytic alcoholysis of amides over
an amphoteric surface of CeO2, a lattice oxygen of CeO2

behaves as a base site and nucleophilically attacks a carbonyl
carbon atom of amide to give a tetrahedral intermediate,
which is invoked as the rate-determining step of this
reaction.15,17 This previously reported insight and similarity
of catalytic systems between the previous report on solvolysis
and the current study on hydrolysis (i.e., cleavage of amide
bonds over an amphoteric surface of metal oxide) state the

Fig. 2 Time courses of Gly-Gly hydrolysis over the m-ZrO2 catalyst at different reaction temperatures: (A) 333 K; (B) 353 K; (C) 373 K. Legends:
white circles = conversion of Gly-Gly; red diamonds = yield of glycine; blue squares = yield of glycine anhydride. Reaction conditions: Gly-Gly 2.0
mmol; m-ZrO2 (calcined at 673 K) 0.10 g; H2O 5.0 g; 333–373 K; 0.5–120 h. The detailed data are shown in Table S7.†

Fig. 3 (A) Reuse test of the m-ZrO2 catalyst in Gly-Gly hydrolysis and (B) XRD patterns of fresh and spent m-ZrO2 catalysts. Legends for fig. A:
white circles = conversion of Gly-Gly; red bars = yield of glycine; blue bars = yield of glycine anhydride. Reaction conditions: Gly-Gly 2.0 mmol;
m-ZrO2 (calcined at 673 K) 0.10 g; H2O 5.0 g; 353 K; 4 h. The m-ZrO2 catalyst was reused after washing with water and drying through the 1st to
3rd run, while the 4th run was operated after the calcination of the spent catalyst in air at 673 K for 3 h. The detailed data are shown in Table S8.†
References for fig. B: monoclinic ZrO2 = ICSD card #18190; tetragonal ZrO2 = ICSD card #68781.
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Table 4 Substrate scope for the hydrolysis of amides over the m-ZrO2 catalyst

Entry Substrate Temp. [K] Time [h] Conv. [%] Product(s) (yield [%])

1a,b

Glycylglycine (Gly-Gly)

373 24 100

Glycine (97)

Glycine anhydride (1.6)
2c

Glycyl-L-leucine (Gly-Leu)

373 24 100

Glycine (95)

L-Leucine (95)
3c

Glycyl-L-aspartic acid (Gly-Asp)

373 72 100

Glycine (82)

L-Aspartic acid (84)

4c

L-Histidyl-L-leucine (His-Leu)

373 24 100

L-Histidine (73) L-Leucine (76)

5d

N-Ethylpropionamide

463 120 79

Propionic acid (78)

Ethylamine (76)

6d

N,N-Diethylpropionamide

463 168 52

Propionic acid (48)
Diethylamine (50)

7e

Nylon 6

453 16 n.d. f

ε-Caprolactam (55)

ε-Aminocaproic acid (33)

8e

Nylon 6

503 2 n.d. f

ε-Caprolactam (81)

ε-Aminocaproic acid (13)

a Reaction conditions: Gly-Gly 2.0 mmol; m-ZrO2 (calcined at 673 K) 0.10 g; H2O 5.0 g; 373 K; 24 h. b The same data as Fig. 2C and Table S7.†
Yield was calculated on carbon basis. c Reaction conditions: dipeptide 0.50 mmol; m-ZrO2 (calcined at 673 K) 0.025 g; H2O 5.0 g; 373 K; 24 or
72 h. d Reaction conditions: amide 2.0 mmol; m-ZrO2 (calcined at 673 K) 0.10 g; H2O 10 g; 463 K; 120 or 168 h. e Reaction conditions: nylon 6,
0.23 g (corresponding to 2.0 mmol of monomeric unit); m-ZrO2 (calcined at 673 K) 0.10 g; H2O 10 g; 453 or 503 K; 2 or 16 h. f Not determined
due to the difficulty of quantification of the unreacted substrate.
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decrease in the quantity of base sites with appropriate
strength to be the most likely reason for the deactivation of
the m-ZrO2 catalyst. The development of stable catalysts will
be tackled in due course.

3.5. Substrate scope for the hydrolysis of amides over the m-
ZrO2 catalyst

The applicability of the m-ZrO2 catalyst to various types of
amide compounds (i.e., dipeptides, small organic amides,
and polyamide) was examined under each specific reaction
condition (Table 4). A variety of dipeptides which contain
bulky, acidic, or basic amino acid residue(s) were employed
as substrates with the m-ZrO2 catalyst (entries 1–4). Table 4
lists the highest product yields achieved for each dipeptide,
and the time courses for the hydrolysis of dipeptides are also
shown in Fig. S9 and Tables S9–S11.† Similar to the
hydrolysis of Gly-Gly (entry 1), the hydrolysis of glycyl-L-
leucine proceeded well to provide glycine (95%) and L-leucine
(95%) under identical reaction conditions at 373 K for 24 h
(entry 2). The formation rates of N-terminal and C-terminal
amino acids from glycyl-L-leucine (0.12 mmol h−1 and 0.12
mmol h−1, respectively; see Table 5) were clearly lower than
those in the Gly-Gly hydrolysis (0.38 mmol h−1), indicating
that the presence of a bulky alkyl side chain made the
activation of amide bonds difficult and lowered the reaction
rate. In the case of glycyl-L-aspartic acid, the hydrolysis
operated at 373 K for 72 h produced glycine and L-aspartic
acid in 82% and 84% yields, respectively (entry 3 in Table 4).
Although glycyl-L-aspartic acid was completely consumed
within 24 h, the yields of amino acids could not reach such
high values. This gap would be caused by the formation of
cyclized products from glycyl-L-aspartic acid, similar to the
case of Gly-Gly (Fig. 2); indeed, we observed the formation of
poorly soluble white solid species. Yet, such a cyclized
product gradually underwent hydrolysis into amino acids to
provide their yields over 80% for 72 h. The formation rates of
amino acids were significantly lower than those in the
hydrolysis of Gly-Gly and glycyl-L-leucine (Table 5). This
observed difference pointed to the inhibitory effect of the
acidic side chain on the hydrolysis over the m-ZrO2 catalyst,
which was consistent with the importance of base sites as
discussed in the former parts. In the case of the hydrolysis of
L-histidyl-L-leucine, the yields of L-histidine and L-leucine

reached 73% and 76%, respectively, for 24 h (entry 4 in
Table 4). The formation rates of these amino acids were lower
than those in the hydrolysis of Gly-Gly and glycyl-L-leucine
while higher than those in the case of glycyl-L-aspartic acid
(Table 5). Therefore, in contrast to the acidic side chain in
glycyl-L-aspartic acid, the inhibitory effect of the basic side
chain was not as large as that of the acidic side chain, which
can be again rationalized by the importance of base sites of
m-ZrO2. Yet, as seen in the time course for the L-histidyl-L-
leucine hydrolysis, the yields of L-histidine and L-leucine
plateaued after the reaction time of 24 h (Fig. S9C and Table
S11†), suggesting the deactivation of the m-ZrO2 catalyst.

As small organic amides, an aliphatic secondary amide
(N-ethylpropionamide) and aliphatic tertiary amide (N,N-
diethylpropionamide) were tested with the m-ZrO2 catalyst
(entries 5 and 6 in Table 4). The time course of
N-ethylpropionamide hydrolysis is also shown in Fig. S10 and
Table S13.† Although the long reaction times and high reaction
temperature were necessary, these amides were hydrolyzed into
the equivalent amount of corresponding carboxylic acids and
amines. As seen in Tables 4 and S14† as well as Fig. S11,† the
hydrolysis of N,N-diethylpropionamide was slower and provided
the lower yields of products (i.e., propionic acid and
diethylamine) regardless of the longer reaction time, compared
to that of N-ethylpropionamide, possibly due to the bulkier
structure around the amide bond of the former substrate. The
catalytic activity of m-ZrO2 and Nb2O5 was again compared in
the hydrolysis of N-ethylpropionamide since the latter metal
oxide was previously found as an effective catalyst for the
hydrolysis of various amides with the assistance of removal of
co-produced NH3.

13 As summarized in Table S15,† both catalysts
provided the equivalent amount of propionic acid and
ethylamine. Meanwhile, the conversion given by m-ZrO2 was
higher than that by Nb2O5; considering the slight progress of
hydrolysis even in the absence of a catalyst, m-ZrO2 exhibited
9.9-fold higher activity, compared to Nb2O5. These data have
thus demonstrated that m-ZrO2 is a suitable catalyst for
hydrolyzing small organic amides into corresponding carboxylic
acids and amines.

The hydrolysis of nylon 6 was also conducted with the m-
ZrO2 catalyst at two different temperatures (entries 7 and 8 in
Table 4; time courses are also shown in Fig. S12 and Table
S16†); in all cases, two types of monomers, ε-caprolactam
and ε-aminocaproic acid, were detected. Note that although a

Table 5 Comparison of the initial formation rate of amino acids in the hydrolysis of dipeptides over the m-ZrO2 catalyst
a

Entry Substrate vN-terminal
b [mmol h−1] vC-terminal

b [mmol h−1]

1 Glycylglycine (Gly-Gly) 0.38c 0.38c

2 Glycyl-L-leucine (Gly-Leu) 0.12 0.12
3 Glycyl-L-aspartic acid (Gly-Asp) 0.018 0.016
4 L-Histidyl-L-leucine (His-Leu) 0.089 0.098

a Reaction conditions: dipeptide 0.50 mmol; m-ZrO2 (calcined at 673 K) 0.025 g; H2O 5.0 g; 373 K; 0.25–4 h. b Formation rate of N-terminal (or
C-terminal) amino acid, estimated from the initial slope of each time course where the conversion of dipeptide was below 40% (Fig. S9 and
Tables S9–S12†). c Given that the hydrolysis of one Gly-Gly molecule provides two glycine molecules, the halved value of the observed formation
rate of glycine (i.e., 0.76 mmol h−1) is shown for both vN-terminal and vC-terminal.
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pelletized form of nylon 6 was employed for these tests (Fig.
S13A†), all the pellets were melted or dissolved in water at
the reaction temperatures of 453 K or higher since no pellet
was found after the reaction for 0 h (Fig. S13B†). Yet, it
should be noted that the difficulty in collecting the unreacted
nylon 6 that adhered to the bottom of the reactor led to the
low material balance at the low conversion level. The
hydrolysis at 453 K for 16 h afforded ε-caprolactam and
ε-aminocaproic acid in 55% and 33% yields, respectively,
while the reaction operated at 503 K for 2 h provided a higher
yield of ε-caprolactam (81%) in addition to ε-aminocaproic
acid (13%). The increase in the molar ratio of ε-caprolactam
to ε-aminocaproic acid upon the increase of reaction
temperature is due to the shift of reaction equilibrium
between these two monomers (the detailed data about the
equilibrium level are available in Table S17†). Under identical
conditions at 503 K for 2 h without m-ZrO2, only 6.5% yield
of ε-caprolactam was produced (Table S16†), stressing the
catalytic performance of m-ZrO2. The TOF on the basis of the
formation rate of monomers and mole of m-ZrO2 at 503 K
was calculated to be 2.2 h−1, where the involvement of
hydrolysis in the absence of m-ZrO2 was considered via its
subtraction. Compared to previously reported hydrolysis of
nylon 6, the hydrolysis of nylon 6 in the presence of m-ZrO2

proceeded at much lower temperatures (453 or 503 K for this
study vs. ≥573 K for reported studies27–29,31–34 except for the
case operated in a concentrated HCl aq.;30 Table S3†),
positing the superiority of the current catalytic hydrolysis
using the m-ZrO2 catalyst. Unfortunately, the above-
mentioned TOF value for m-ZrO2 cannot be compared fairly
to those for the reported systems because of a lack of the
insights into the hydrolysis assisted by high-temperature
water (or even subcritical/supercritical water) in the absence
of a catalyst; such contribution needs to be elucidated and
subtracted from the results acquired in the presence of each
catalyst to estimate TOF precisely. Altogether, m-ZrO2 has
been demonstrated to be applicable to the hydrolysis of
amide bonds involved in a variety of compounds.

On the basis of previously reported insights into the
solvolysis of amide bonds on amphoteric surfaces15,17 and all
the reaction results using the ZrO2 catalyst shown in this
work, the plausible reaction mechanism has been illustrated
in Fig. 4. The first step is the dissociative adsorption of the
water molecule onto the ZrO2 surface to generate both a
proton and hydroxide species. An amide molecule is then
activated on the ZrO2 surface, where the CO moiety of the
amide interacts with the Lewis-acidic Zr species. Toward the
activated carbonyl carbon, the Lewis-basic lattice oxygen of
ZrO2 attacks nucleophilically to form a tetrahedral
intermediate. The amine-side of this intermediate reacts with
the water-derived proton to be desorbed from the catalyst
surface as an amine product. Meanwhile, the surface-
remaining intermediate undergoes nucleophilic attack by the
water-derived hydroxide species to be a carboxylic-acid
product.

4. Conclusions

ZrO2 was demonstrated to behave as an effective catalyst for
hydrolyzing amide bonds in various compounds. Among the
metal oxides as well as typical acids and bases tested in this
study, monoclinic-rich ZrO2 (m-ZrO2) and tetragonal-rich
ZrO2 (t-ZrO2) exhibited good catalytic activity for the
hydrolysis of glycylglycine (Gly-Gly). The temperature-
programmed desorption measurement using either NH3 or
CO2 as a probe molecule for both active and inactive catalysts
as well as control reactions using homogeneous acid (H2SO4)
and base (NaOH) indicated that the presence of both acid
and base sites on the same surfaces makes ZrO2 a good
catalyst for the hydrolysis of Gly-Gly. Under the optimized
reaction conditions, as high as 97%-C yield of glycine was
achieved with the m-ZrO2 catalyst. This catalyst gradually
underwent deactivation upon its reuse, and such deactivation
was caused by the decrease of base sites probably due to the
alteration of the local surface structure of m-ZrO2. This m-
ZrO2 catalyst exhibited a broad substrate scope: the
hydrolysis of dipeptides possessing bulky, acidic, and/or
basic side chain(s) into amino acids; that of small organic
amides into amines and carboxylic acids; and that of nylon 6
into ε-caprolactam and ε-aminocaproic acid. Although the
reusability of the m-ZrO2 catalyst needs to be improved, such
wide applicability could pave the way to the utilization of
proteins as chemical feedstocks as well as chemical recycling
of polyamides.

Conflicts of interest

There are no conflicts to declare.

Acknowledgements

This work was supported financially by the following grants:
International Leading Research (23K20034) and a Grant-in-
Aid for Scientific Research (C) (23K04494) from the Japan
Society for the Promotion of Science (JSPS).

Fig. 4 Plausible reaction mechanism of amide hydrolysis over the
ZrO2 catalyst.
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