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Deep Eutectic Solvents (DESs) have recently been shown to be part of a dense ionic fluid

continuum between ionic liquids and concentrated aqueous brines. Charge transport was

shown to be governed by fluidity, with no discontinuity between molar conductivity and

fluidity irrespective of cation, charge density or ionic radius. By adjusting the activity of

water and chloride ions, mass transport, speciation and reactivity can be altered. It has

been shown that while brines provide a high chloride content at a lower viscosity than

DESs, unlike DESs, brines are unable to prevent metal passivation due to their high water

content. This results in the possibility to impart a level of selectivity towards metal

dissolution (or passivation) when processing mixed metal materials. Forced convection

can be used to avoid the issue of slow mass transport in viscous media, and the use of

jets or targeted ultrasound are effective methods for overcoming this issue. High-

powered ultrasound was applied to copper, cobalt, and aluminium electrodes undergoing

anodic dissolution, and linear sweep voltammetry showed a linear current–voltage

response at potentials anodic of the oxidation potential under sonication, with total

charge passed being 5 to 134 times greater than under silent conditions. Application of

ultrasound to silver and nickel electrodes displayed an initial linear current–voltage

response, but the increased water content of the brines resulted in passivation. Mass

transport throughout the bulk solution is governed by the forced convection imparted by

the ultrasound and ionic species must only migrate across the electrical double layer. It is

shown that the anodic dissolution of a range of metals classically expected to passivate,

e.g. aluminium, can be significantly accelerated under insonation conditions.
Introduction

Ionic liquids (ILs) and deep eutectic solvents (DESs) have oen been described as
“tuneable” or “designer solvents” due to the large number of potential cation–
anion combinations available.1 This in turn leads to a wide range of physical and
chemical properties. However, one of the major downsides of these dry, dense
ionic uids is that they are signicantly more viscous than most molecular
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liquids, leading to a poorer mass transport and conductivity. For example, imi-
dazolium ILs containing chloride generally have viscosity values of >18 000 (mPa
s) at room temperature,2,3 while ILs with weaker coordinating anions such as
tetrauoroborate4,5 or bistriimide6 have viscosity values of >30 mPa s at room
temperature. This viscosity effect is usually proportional to themolecular shape of
the cation.7 For example, imidazolium cations with longer alkyl chains form ILs
with higher viscosity. Also, cations with six-membered rings form ILs with higher
viscosity than those with ve-membered rings. The viscosity, and hence
conductivity, of DES systems is strongly dependent on the type of hydrogen bond
donor (HBD) used. In the case of the common choline chloride-based DESs,
viscosity values of 37 mPa s (choline chloride:ethylene glycol), 259 mPa s (choline
chloride:glycerol), and 750 mPa s (choline chloride:urea) have been reported at
25 °C.2 However, it should be noted that viscosity will vary depending on the
amount of moisture present in the initial DES components, or absorbed from the
atmosphere during preparation or use.

While one of the major benets of carrying out (electro)chemical reactions
using ILs and DESs is the absence of water and (oxy)hydroxide chemistry, many
authors have used the addition of small amounts of water to improve mass
transport and conductivity without signicantly altering the metal ion speciation
in solution.8–14 Above a water content of ca. 40 wt% the water-in-DES matrix is
inverted to become DES-components-distributed-in-water.15 Chloride-based DESs
containing water have been shown to be part of a continuum with concentrated
aqueous chloride brines (NaCl, LiCl, KCl, CaCl2 etc.). The conductivity of DES, and
various chloride brines, was shown to vary linearly with the uidity of the medium
on a log–log scale, within a salt concentration range of 0.05 to 10.8 mol per kg of
solvent, irrespective of the species, charge density or ionic radius of the cation.16 A
line of best t for the 18 data sets described on the log–log scale has the function
y = 0.82x − 0.80. However, this can only be considered a general approximation
due to the variation in measurement methods. By adjusting the activity of water
and chloride ions, mass transport, speciation and reactivity can be altered.
Concentrated brines provide a high chloride content at a lower viscosity than
DESs, but unlike dry DESs, brines are unable to prevent metal passivation due to
their high water content. This behaviour has been utilised to impart a level of
selectivity towards metal dissolution (or metal passivation) when processing
mixed metal materials such as printed circuit boards.16,17

An alternative way to improve the mass-transport of DESs without introducing
the undesired water chemistry as discussed above is to utilise forced convections.
Specically, forced convection solves the issue of slow mass transport kinetics in
viscous media, without risking a change in metal ion speciation or chemical
properties of the solvent. The use of jets or targeted ultrasound are effective
methods of obtaining fast reaction kinetics in viscous liquids. High-powered
ultrasound has been applied to copper and nickel electrodes undergoing
anodic dissolution, and linear sweep voltammetry showed a linear current–
voltage response at potentials anodic of the oxidation potential under sonication,
with dissolution currents roughly 14 times greater than under silent conditions.18

Application of ultrasound to a solution will cause bubble formation. Bubbles are
generated from dissolved gases in solution. As the sound waves oscillate between
high and low pressure phases, so the bubbles expand and compress. Upon
reaching a critical size, bubbles will collapse, sending shockwaves through the
330 | Faraday Discuss., 2024, 253, 329–342 This journal is © The Royal Society of Chemistry 2024
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solution, causing micromixing.19 Bubble propagation next to a surface can cause
asymmetric collapse to occur, with the bubble sending a powerful jet into the
surface.20,21 Typically, sonication experiments are carried out in an aqueous
environment due to the low cost and ability to generate reactive oxygen species
under intense thermal environments seen during sonication.22 Sonication run in
different liquids can result in very different bubble proles due to the increase in
viscosity.19,23 For example, cavitation in glycerol can produce bubble halos rather
than the stream of bubbles seen more typically in water,23 with this effect also
being seen in ChCl:2EG at certain powers.24 The use of ultrasound in combination
with hydrometallurgy to improve leaching rates has been studied by Bao et al. in
a recent review.25 Ultrasound can enhance the recovery of metals from ores or
waste streams in a variety of different lixiviants via three main pathways. Firstly,
an increase inmass transport meansmore collisions between the lixiviant and the
metallic particles. Secondly, cavitation can cause deformation of surfaces,
increasing surface area or the exfoliation of passivation layers, and nally when
run in aqueous conditions the cavitation can generate reactive oxygen species
which can help oxidise and solubilise metallic species.

In this work, the anodic dissolution behaviour of a range of metals in a choline
chloride-based DES and two aqueous choline chloride brines of different chloride
concentrations is explored, under both silent and ultrasonic conditions. The DES
and the choline chloride brine (1 : 6.85 molar ratio) have the same chloride
content (ca. 3.79 mol kg−1) but the brine has a tenth of the viscosity of the DES.
The metals studied include those classically expected to passivate, such as
aluminium and titanium, along with the technology critical metals copper,
nickel, silver, and cobalt. It is shown that all of the target metals except for tita-
nium have enhanced dissolution under ultrasonic conditions, providing insights
into how the nature of passivation layers formed on the native metal surface or
during dissolution affects electrochemical dissolution.
Experimental
Chemicals

The DES ChCl:2EG was prepared from choline chloride (ChCl) (Sigma-Aldrich,
>98%) and ethylene glycol (EG) (Sigma-Aldrich, 98%), by mixing the two
components in a 1 : 2 molar ratio on a hotplate stirrer at 80 °C until a homoge-
neous clear liquid had formed. This was stored in a storage bottle in a 50 °C oven
until needed, in order to prevent crystallisation of the ChCl in cold lab conditions.
The chloride concentration was equivalent to 3.79 mol per kg solvent. The brines
were prepared by mixing ChCl and deionised water (18.2 U, Elga Purelab Option
apparatus) in a 1 : 3 or 1 : 6.85 molar ratio at 80 °C until fully dissolved, equivalent
to 5.16 and 3.79 mol chloride per kg total solvent respectively. Solvents were
prepared in bulk to avoid variation in chloride concentration across the different
experiments from multiple preparations, all brines were stored at room temper-
ature as crystallisation is not a problem faced by these solvents.
Voltammetry

Electrochemical testing was carried out using a Metrohm Autolab potentiostat/
galvanostat (PGStat302N) with the compatible Nova 2.1 soware, with a 3-
This journal is © The Royal Society of Chemistry 2024 Faraday Discuss., 2024, 253, 329–342 | 331
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electrode conguration. The working electrode (WE) was a disc electrode made
from the target metal of interest, i.e. nickel, copper, cobalt, silver, aluminium, or
titanium (see Table S1†), embedded in a glass electrode housing. The diameter of
the disc was between 0.5 and 3 mm, depending on the metal. The counter elec-
trode was an iridium oxide-coated titanium mesh. The quasi-reference electrode
(QRE) was a wire of the same material as the WE in direct contact with the bulk
solution to ensure that the same oxidation overpotential was applied to each
metal. This QRE was housed in an open-ended glass pipette to minimise
disturbances in reference potential due to solution turbulence. The scan rates
were 10, 50, and 100 mV s−1. The working electrodes were polished using SiC
abrasive papers (Metprep Ltd, UK) with an increasing grit size of 320, 600, 1200
and 2500. In each condition (silent, 53 W cm−2, and 132W cm−2 ultrasonic power
density), three sequential sweeps are performed at three separate scan rates (10,
50, and 100mV s−1), polishing only before the rst sweep of each. The total charge
passed during the electrodissolution experiments was determined via integration
of the LSV curves between 0 and +1.5 V vs. the quasi-reference wire using the
Origin 2021 graphing program.

Ultrasonics

The sonicated experiments were conducted using a Model CL-334 Q700 sonicator
and compatible FisherBrand controller, with an operating frequency of 20 kHz
and power output variable up to 700 W (527 W cm−2). The sonotrode (dia. = 13
mm) was placed 4 mm away from the working electrode. Ultrasound was applied
for the full duration of the LSV scan when required.

Viscosity & conductivity

The viscosities of the different solvents were measured at 25 °C using a Seiko
EG&G QCM922A Quartz Crystal Microbalance (QCM) using the previously re-
ported procedure,26 and their densities were estimated by weighing 10 mL of
solvent at 25 °C in a 10 mL volumetric ask, using a 4 d.p. analytical balance
(Mettler Toledo). Reported densities are average of at least three repeat
measurements. Conductivities were recorded using a Mettler Toledo SevenDirect
SD30 conductivity meter with Automatic Temperature Compensation (ATC). The
cell constant for the commercial conductivity probe was 5.2 ± 0.5 cm−1, and
conductivity standards of 12.88 mS cm−1 and 1413 mS cm−1 (Mettler Toledo,
values certied at 19 °C) were used as received in order to perform calibrations.
The reported conductivity values are an average of at least three repeat
measurements.

Results and discussion
Effect of ultrasound on metal dissolution in a DES

Under silent conditions, the electrochemical etching of metals is usually hindered
by the presence of passivation layers. These can be oxides formed on the surface
of the metal through contact with the atmosphere, or precipitates formed during
electrochemical dissolution, salty slurries, or highly saturated solutions of metal
ions. It has previously been shown that all 9 common metals studied in the
ChCl:2EG liquid passivated during anodic oxidation.27 Depending on the identity
332 | Faraday Discuss., 2024, 253, 329–342 This journal is © The Royal Society of Chemistry 2024
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of this passivation layer, further oxidation may be possible as charge migrates
across or through it, or the passivation layer may be removed by sufficiently strong
agitation. High powered ultrasound has been shown to be effective at removing
passivation layers formed during electrochemical oxidation of copper and nickel
in a DES formed from ChCl:2EG.18

Linear sweep voltammetry (LSV) of Cu, Ni, Ag, and Co under silent conditions in
ChCl:2EG shows the development of passivation layers on all four metals (Fig. 1a).
The presence of passivation layers can be identied by the decrease in current
density from a maximum. Depending on the metal investigated, these passivation
layers could be poorly soluble insulating metal salts, resulting in almost zero
current ow, metal salts where further oxidation of the metal can take place,
resulting in steady state conditions, or a concentrated solution of metal complexes,
where current ow is dependent on diffusion of ions to and from the electrode
surface. In ChCl:2EG, these species are known to be CuCl27 on the copper electrode,
and nickel glycolates28 or hydroxylates29 on the nickel electrode, where the insol-
uble species are formed from reaction of nickel ions with dissolved water/oxygen,
or the solvent itself. Visual observations of the cobalt disc during electrodissolution
under silent conditions show a blue liquid owing off the electrode surface (Fig. 2),
indicative of the [CoCl4]

2– species.30 At the surface of the silver electrode, a layer of
AgCl is expected to form which passivates the anodic dissolution of silver in
ChCl:2EG. Note that ChCl:2EG contains 3.79 mol of the Cl− anion per kg of solu-
tion and although the solubility of AgCl(s) in ChCl:2EG is relatively high (approx-
imately 0.2mol dm−3),31 the dissolution of AgCl is kinetically slow. Neither Al nor Ti
show appreciable electrochemical dissolution under silent conditions.

With the application of 132 W cm−2 ultrasound, a signicant difference in the
voltammetric response is observed. With ultrasound, a linear increase in current
density with increasing electrode potential was observed, up to a maximum of ca.
300–450 mA cm−2 for all metals except titanium, with similar line gradients
(Fig. 1b). Depending on the metal, this is equivalent to an 8 to 134 times increase
in total charge passed across the potential range investigated, and hence an
increase in metal etching rates. It should be noted that the metals that beneted
most from the application of ultrasound were nickel (a 48 times increase in total
charge passed), and aluminium (a 134 times increase in total charge passed).
Fig. 1 LSVs of the six metals investigated in ChCl:2EG, under (a) silent, and (b) 132 W cm−2

ultrasound. The scan rate was 10 mV s−1, with a quasi-reference electrode made from the
samemetal as themetal under investigation. Note 10× increase inmagnitude of Y axis in (b).

This journal is © The Royal Society of Chemistry 2024 Faraday Discuss., 2024, 253, 329–342 | 333
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Fig. 2 Cobalt disc working electrode after linear sweep voltammetry in ChCl:2EG under
silent conditions. The reference electrode was the same metal as the working electrode,
and the scan rate was 10 mV s−1. The blue colour is characteristic of [CoCl4]

2–.
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This observed behaviour suggests that ultrasound prevents the metals from
passivating at higher over-potentials as fast mass transport removes the metal
complexes from the transport layer close to the electrode surface and means that
the concentration never exceeds the solubility limit which is what happens during
passivation. This enables very high current densities and fast dissolution to be
achieved without the formation of insulating layers at the electrode solution
interface.

Comparison of metal dissolution in DESs and ChCl brines

The results for the DES tested above were compared with two ChCl brines. The
rst had the same chloride concentration as the ChCl:2EG system (3.79 mol
chloride per kg of solvent) but a tenth of the viscosity (Table S2†). The second
ChCl brine contained 5.16 mol chloride per kg of solvent, but at only ca. half the
viscosity of the ChCl:2EG system. These systems would permit the effect of
chloride concentration to be probed as well as the effect of viscosity, and hence
solvent conductivity. Voltammetry was recorded for the same metals in two
different concentrated ChCl brines.

For the silent LSVs (Fig. 3 and S2†) the currents are highest for the
ChCl:6.85H2O brines which have the lowest viscosities of the liquids studied, and
lowest currents for ChCl:2EG which are the most viscous. The exception is for
aluminium in ChCl:2EG where the metal is relatively passive due to the low water
activity and the inability to break down the oxide. The static corrosion of
aluminium has been previously studied in DESs and shown to be very slow due
primarily to the slowness of the cathodic reaction resulting from the low activity
of water. For the insonated systems no passivation is observed despite the high
water content of some of the brines. The slopes of the LSVs, i.e. rate of metal
dissolution as a function of potential, vary for each metal, but the overall
magnitudes are similar within a solvent.

Effect of transport layer structure on dissolution rate in dense ionic uids

In typical electrochemical experiments, a signicantly high concentration of
electrolyte (typically 0.1 mol dm−3) is added to a molecular solvent such that
334 | Faraday Discuss., 2024, 253, 329–342 This journal is © The Royal Society of Chemistry 2024
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Fig. 3 Linear sweep voltammograms of (a and b) copper, (c and d) cobalt, and (e and f)
aluminium disc working electrodes in ChCl:2EG and two different ChCl brines, under (a, c
and e) silent, and (b, d and f) 132 W cm−2 ultrasound. The quasi-reference electrode was
the same metal as the working electrode, and the scan rate was 10 mV s−1. First scans
presented only.
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a double layer forms close to the electrode surface and most of the surface charge
is neutralised close to (<0.5 nm) the electrode surface ensuring that mass trans-
port is diffusion controlled. The diffusion layer thickness is typically 20 to 200 mm.
This journal is © The Royal Society of Chemistry 2024 Faraday Discuss., 2024, 253, 329–342 | 335
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In most dense ionic uids, the double layer structure is different with alternating
layers of anions and cation32 and the thicknesses of the double layer are signi-
cantly thicker due to the large ionic radii. The diffusion layer thickness is
proportional to D1/2 so it should become longer in viscous dense ionic uids
compared to electrolytes in molecular uids. The effect of ultrasound is to
signicantly decrease the thickness of the diffusion layer to 1–10 mm.33

It has previously been suggested that the linear current vs. voltage responses
for the LSVs in sonicated solutions are due to a different mass transport mech-
anism occurring in dense ionic uids under forcedmass transport conditions.18 It
was proposed that a much thinner diffusion layer existed with a different struc-
ture to the double layer from that observed in dilute electrolyte solutions. This
would enable migration to take over from diffusion as the main mass transport
mechanism. If that was the case then the slope of the LSVs in Fig. 3 should be
a measure of the solution conductivity. This was shown to be the case for copper
dissolution in a range of brines at two different ultrasonic powers.

Fig. 4a shows the effect of conductivity on the slope of the LSVs for the six
different metals under 132 W cm−2 ultrasound. It could be expected that the
migration of metal complexes should be relatively similar in the same medium,
and while that is the case in the ChCl:2EG DES, there is signicant deviation in
the different brines. For Al, Co and Cu the LSV slopes increase roughly linearly
with solution conductivity and it can be seen that an increase in conductivity
results in increased oxidation rates for Cu, Co, and Al, rather than chloride
content alone. If migration is controlling the mobility of ions in dense ionic uids
under ultrasound then the molar ionic conductivity, L, should be described by
the Stokes–Einstein equation:34

L = z2Fe/6ph(R+ + R−) (1)

where R+ and R− are the radius of the cationic and anionic species, h is the solvent
viscosity, z is the charge on the ion, and e is the electronic charge, showing that
both the charge on the ion and its size should also affect the slope of Fig. 1b.
These will in turn be affected by the speciation of the metal in solution. Metal
Fig. 4 Effect of conductivity on (a) the slope of the insonated LSV curves for metal etching
in ChCl:2EG, ChCl:3H2O and ChCl:6.85H2O, and (b) the total charge passed during
etching for both silent and insonated conditions.

336 | Faraday Discuss., 2024, 253, 329–342 This journal is © The Royal Society of Chemistry 2024
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Fig. 5 Photos of solutions containing 0.1 mol dm−3 of (a) CuCl2$2H2O, (b) NiCl2$6H2O,
and (c) CoCl2$6H2O dissolved in the three chloride solvents. For each metal salt, the
solutions are: left – ChCl:2EG, middle – ChCl:3H2O, right – ChCl:6.85H2O.
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speciation has been studied for a variety of metals in DESs, and both Cu2+ and
Co2+ are known to form the anionic tetrachloride species in ChCl:2EG, whereas
Ni2+ complexes with the ethylene glycol to form cationic [Ni(EG)3]

2+.30 The
differences in the DESs and brines studied here can be visually seen in Fig. 5. The
colour of the solutes all differ in the different brines due principally to the
different water and chloride activities. In the ChCl:3H2O brine, both Cu2+ and
Co2+ are present as [MCl4]

2− species, whereas the ChCl:6.85H2O brine contains
either a mixture of tetrachloride and hexaaqua complexes, or a mixed chloro–
aquo species, such as [CuCl3(H2O)]

−.35 Literature is not currently available for
Co2+ and Ni2+ in ChCl brines, however the chloride-to-water ratio in NaCl solu-
tions with similar chloride concentrations is 1 : 5 for Co2+,36,37 whereas for Ni2+,
only the hexaaqua complex is present.38

Electroanalysis of copper passivation under silent conditions

Fig. S1† shows the anodic stripping LSVs for a macro-sized copper electrode in
ChCl:2EG DES and ChCl:H2O (1 : 3 and 1 : 6.85 molar ratio) at voltage scan rates of
10, 50, and 100 mV s−1. Interestingly, the magnitude of the peak current is seen to
increase with the voltage scan rate before the anodic stripping of copper is
passivated by the electrogenerated product. It is known that oxidation of Cu0(s) to
Cu+ in DES, where the concentration of Cl− is approximately 3.8 mol kg−1 (Table
S1†), leads to CuCl precipitates. Therefore, the upper maximum concentration of
Cu+ that can feasibly form at the electrode interface is determined by the amount
of chloride anions available to solvate the copper ions formed at the interface.
Electroanalysis of the LSV of copper shows that the ratio of [Cu+] : [Cl−]bulk at the
electrode interface prior to the onset of passivation is close to unity.

The measured current increases linearly with the applied potential before
a peak is seen around ca. +0.6 V versus a copper pseudo reference wire. Note that
the working electrode is a macro-sized copper disc and over the course of the LSVs
the anodic dissolution of the copper metal disc is negligible compared to the
overall geometry of the electrode. It is evident that the drop in the current during
the LSVs as seen in Fig. S1† is due to the formation of a passivation layer pro-
hibiting further anodic stripping of Cu0, not because the copper working elec-
trode is completely dissolved during the experiment.
This journal is © The Royal Society of Chemistry 2024 Faraday Discuss., 2024, 253, 329–342 | 337
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At sufficiently low overpotential with respect to the copper reference electrode,
copper is known to undergo one-electron oxidation in ChCl DES/brine medium to
form CuCl(s)

Cu0(s) − e− + Cl−(aq) # CuCl(s) (2)

At higher overpotentials, however, Cu(I) undergoes further oxidation to form
Cu(II) in the high-chloride medium.8

CuCl(s) − e− + Cl−(aq) # [CuCl4]
2−(aq) (3)

If the speciation of the passivation layer formed during the anodic stripping LSV of
copper is CuCl(s) as per eqn (2), then for each copper metal oxidised a minimum of
one molar equivalent chloride anion is required to react with the cation formed at
the interface. On the other hand, if the speciation of the passivation layer is
predominantly [CuCl4]

2−(aq) then the maximum copper(II) at the electrode inter-
face is anticipated to be a quarter of that of the chloride anions. Note that the bulk
concentration of chloride anions, [Cl−]bulk, in ChCl:2EG, 1 : 3 ChCl brine and 1 :
6.85 ChCl brine solutions are approximately 4.25, 5.70, and 4.02 mol dm−3,
respectively. The current density of a macro-electrode is described by

I

Area
¼ nFj (4)

where j is the ux of electro-active material at the electrode interface, n is the
number of electrons transferred and F is the Faraday constant. The interfacial ux
j can be described by Fick’s rst law of diffusion.

j ¼ DCuþ

�
v½Cuþ�
vx

�
x¼0

zDCuþ
½Cuþ�x¼0 � ½Cuþ�x¼d

d
(5)

The interfacial concentration gradient can be approximated by a linear variation
in the concentration of the analyte of interest between the electrode interface to
a distance d away from the electrode surface. The magnitude of d indicates the
length of the diffusive layer thickness beyond which the concentration of analyte
is unperturbed and equals to the bulk concentration. The diffusion layer thick-
ness is approximately dz

ffiffiffiffiffiffiffiffiffiffiffiffiffiffi
2DCuþ t

p
, where t in the case of LSV of copper is the time

taken to scan from the onset potential of copper oxidation (Eox) to the onset of
electrode passivation (Epass). The peak potential is used for the latter since a delay
in the faradaic current in this case is indicative of passivation effects. Substituting
the denition of d into the above two equations results in the following expression

I

Area
¼ nFDA

½Cuþ�x¼0ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi
2DCuþ

�
Eox � Epass

��
n

q (6)

where n is the voltage scan rate (V s−1) and [Cu+]x=d is trivially zero since the bulk
concentration of copper ions is zero. Eqn (6) is used to calculate the approximate
interfacial concentration of Cu(I) at the onset of electrode passivation which is
shown in Table S3†.

As can be seen, the concentration ratio of Cu : Cl−bulk at the electrode interface
is approximately 1 : 1 prior to passivation. This indicates that the chemical
identity of the passivation layer is likely to be CuCl(s). Note that the ratio of Cu :
338 | Faraday Discuss., 2024, 253, 329–342 This journal is © The Royal Society of Chemistry 2024

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d4fd00030g


Paper Faraday Discussions
O

pe
n 

A
cc

es
s 

A
rt

ic
le

. P
ub

lis
he

d 
on

 1
3 

M
ar

ch
 2

02
4.

 D
ow

nl
oa

de
d 

on
 1

2/
4/

20
25

 2
:0

6:
07

 P
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n 

3.
0 

U
np

or
te

d 
L

ic
en

ce
.

View Article Online
Cl−bulk for ChCl:2EG DES is a little higher than unity, this is likely because the
local concentration of chloride anions is likely higher than that of the bulk value
during the dynamic anodic potential sweep. Under insonation conditions, as
shown in Fig. 4b, no evidence of passivation is observed and the total charge
passed increases by a factor of 10 for the 5.16 mol kg−1 brine and ChCl:2EG, and
by a factor of 25 in the 3.79 mol kg−1 brine, as compared to silent conditions.

The trend of uidity controlling the maximum current density is continued for
the anodic dissolution of a cobalt electrode in concentrated ChCl systems. Blue
passivation layers formed of CoCl2 or solution-based [CoCl4]

2– develop at the
electrode surface during anodic dissolution for all three ChCl systems. This
results in the noisy LSV response shown in Fig. 3c, as the current density increases
temporarily when the layer of concentrated metal ions ows off the electrode
surface, before being reformed. As was observed for copper, the application of
132 W cm−2 of ultrasound to the dissolution of a cobalt electrode results in
a maximum current density increase of up to 10 times (Fig. 3d). While the
diffusion coefficients of the Co2+ species are not currently known in these
systems, it could reasonably be anticipated that the limiting concentration of CoII

at the electrode surface at the point of passivation is likely to be half that of the
chloride concentration, assuming a solid CoCl2 species is initially present.

Aluminium is notoriously difficult to anodically dissolve due to the highly inert
passivation layer formed in contact with the atmosphere. Previous research into
the anodic dissolution of aluminium in DES media has used signicant over-
potentials to achieve dissolution.39,40 Upon application of ultrasound, aluminium
dissolution follows the same trend of increased dissolution with increased
uidity and conductivity (Fig. 3f). White precipitates were observed to form in all
of the ChCl systems aer dissolution, most likely an aluminium (oxy)hydroxide or
glycolate species.

In contrast to Cu, Co and Al, Ag and Ni display a decrease in etching rate in the
most conducting solution (ChCl:6.85H2O). Silver ions are highly sensitive to the
presence of chloride in water and the resulting AgCl has poor dissolution kinetics
in these chloride brines in comparison to the production of Ag+ ions. This
behaviour can be seen in the silent scans as well, where both the ChCl brines
display similar current maximum values before passivation, suggesting that the
rate of AgCl formation is more important than solvent uidity for dissolution
under silent conditions (Fig. S2a†). Nickel will passivate in contact with water,
even in the presence of a strong oxidising agent (iodine) and >3 mol kg−1 of
chloride (10 wt% water in ChCl:2EG).17

Unlike the dissolution of aluminium under ultrasonic conditions, titanium
does not dissolve electrochemically under a sonic horn. This is the case regardless
of the chloride content or uidity of the solvent, even under high-powered
ultrasound (Fig. 1a and b). In ChCl:2EG, titanium and its ions are expected to
react with any residual water content (ca. 1–4 wt%) in the DES,41 limiting the
formation of soluble titanium chloride species. In aqueous systems, and adjust-
ing the titanium quasi reference for a NHE, Pourbaix diagrams indicate that the
most stable present species would be TiO2, and aqueous phase diagrams suggest
potential TiOCl2 derivatives at [Cl]

−molalities greater than 0.1 mol dm−3 of which
all 3 systems are.42 These species could be preferentially forming instead of
a soluble titanium chloride species, suggesting why the current densities remain
lower than other metals in the same conditions. Research has been carried out
This journal is © The Royal Society of Chemistry 2024 Faraday Discuss., 2024, 253, 329–342 | 339
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into the anodic dissolution of titanium in non-aqueous systems such as DESs, but
large overpotentials and long subjection times are still required to overcome the
natural passivation layer that is formed under normal atmospheric conditions.43

Conclusions

Concentrated ionic uids where the non-ionic component is water or an organic
compound are shown to be part of a continuum where conductivity is controlled
solely by uidity and this appears to be relatively independent of the cation/anion
types. The dissolution of metal through electrooxidation is limited in all cases by
the formation of concentrated layers of metal ions close to the electrode surface
which result from slow mass transport. The use of enhanced mass transport in
the form of jets, or in the case of this study, ultrasound, enables passivation to be
circumvented. This results in enhanced mass transport and very rapid metal
dissolution rates.

Depending on the metal, etching can be dependent on solvent uidity, the
chloride : water ratios and/or the solubility of the species formed in the solvent.
For example, copper, cobalt, and aluminium all showed a direct correlation of
improved etching under ultrasound as a function of improved solvent uidity.
Application of ultrasound means that etching rate is no longer dependent on
metal ion and ligand diffusion, but rather migration dominates the mass trans-
port process. Dissolution can be tuned using brines and this study showed that
nickel and silver etching could be hindered by increasing the water activity in the
liquid.

Enhanced mass transport is not a universal solution for overcoming passiv-
ation as it depends on the solubility of the oxidised species and the activity of any
ligands which render the metal ions less soluble e.g. H2O or OH−. While disso-
lution rates were similar for most metals using ultrasound, there are some metals
which are unaffected due to the stability of the initial passive layer on the elec-
trode surface. This was most notable for titanium although it was also observed
formetals such as Pt, W andMo. From an electrochemical perspective, the change
in the dominant mass transport factor from diffusion to migration can also be
changed depending on the rate at which the overpotential is scanned as a func-
tion of time.

This study has importantly shown that the generally invoked maxim that
reaction rates are slow in ionic liquids because they are viscous can be overcome
in some cases using forced mass transport such as ultrasound.
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