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d application of reference and
routine analytical methods providing SI-traceable
results for the determination of technology-critical
elements in PCB from WEEE†
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Jean-Philippe Ghestem, c Nicolas Lafaurie,c Ole Klein, d Daniel Pröfrock, d

Marco Di Luzio, a Luigi Bergamaschi, a Radojko Jaćimović, e Caroline Oster,f

Johanna Irrgeher, g Shaun T. Lancaster, g Anna Walch,g Anita Röthke, h

Lena Michaliszyn, h Axel Pramann, h Olaf Rienitz, h Timo Sara-Aho, i

Oktay Cankur, j Derya Kutan jl and Johanna Noireaux k

The recovery and reprocessing of technology-critical elements (TCE) present in printed circuit boards (PCB)

from electrical and electronic waste is essential both for recycling valuable materials subject to supply risk

and for reducing the environmental impact. Although the quantitative knowledge of TCE amounts in end-

of-life PCB plays a key role, there are neither matrix certified reference materials nor harmonized analytical

methods available to establish the traceability of the results to the International System of Units. To fill these

gaps, we developed and applied five reference analytical methods based on ICP-MS standard addition

calibrations and INAA k0- and relative calibrations suitable to certify reference materials. In addition, we

developed and tested six analytical methods based on more commonly used ICP-MS external standard

calibrations to provide industry with routine analysis methods. Twenty TCE (Ag, Au, Co, Cu, Dy, Ga, Gd,

Ge, In, La, Li, Nd, Ni, Pd, Pr, Pt, Rh, Sm, Ta and Ti) were selected as target analytes and a batch of

powdered PCB was used as measurement material. An overall mutual agreement was observed among

data collected by reference methods at a few percent relative uncertainty levels. Moreover, all but one of

the methods developed for routine analysis demonstrated their suitability in industrial applications by

producing data within ± 20% of the values established with reference methods.
1. Introduction

The production of electrical and electronic waste (WEEE) is
increasing exponentially as a result of the global use of high-
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other end, only 22.3% of theWEEE was collected and recycled in
2022 with all its consequences concerning loss of valuable
materials and environmental impact.

To address the issue of the increasing amount of WEEE, the
European Union has introduced the directives WEEE 2012/19/
EU and RoHS 2011/65/EU; the rst sets collection and recy-
cling targets for all WEEE types while the latter restricts the use
of hazardous materials in the production of electronic and
electrical goods. Recently, the Circular Economy Action Plan of
the European Green Deal has given incentives to increase the
collection and recycling of electrical and electronic products to
contribute to the supply of materials for the digital and envi-
ronmental transition.

Management costs of the current and future WEEE stream
can be partially covered by recovery and reprocessing of note-
worthy amounts of technology-critical elements (TCE) found in
the waste, declared as “critical” due to their risk of supply
shortage and vital importance for the production of new
technologies.2

While the knowledge of TCE content is essential both to
determine the economic value of the WEEE and to increase the
recycling processes, no specic and harmonized analytical
methods are available. In addition, there are no matrix certied
reference materials (CRM) to validate or improve the analytical
methods and/or establish traceability of the results to the
International System of Units (SI). Only the BAM-M505a elec-
tronic scrap is available but, since it was obtained by melting
with pyrite, it does not consist exclusively of WEEE. This has
a direct impact in WEEE recycling, e.g., discrepancies in
collected measurement data and difficulties in comparing the
efficiency of recovery processes.3

One of the major problems that must be addressed in
quantitative elemental analysis of WEEE performed with
techniques requiring the chemical degradation of sample
matrix in solution is the high heterogeneity of the materials,
which are complex mixtures of metals, plastics and organic
substances.

Printed circuit boards (PCBs) are a promising source of
recycling as they can contain up to 60 elements, most of them
TCE. So far, however, only the traditional valuable metals are
being recycled such as copper, gold, silver and platinum group
metals. For determining the elemental composition of PCB in
selected smartphones, Bookhagen et al. developed and vali-
dated with the ERM®-EZ505 (electronic scrap with pyrite
reference material, no longer available) a multipurpose analyt-
ical method based on inductively coupled plasma optical
emission spectrometry (ICP-OES) and mass spectrometry (ICP-
MS). Mass fractions of Ag, Al, As, Au, Ba, Bi, Ca, Cd, Ce, Co,
Cr, Cu, Dy, Er, Eu, Fe, Ga, Ge, Hf, Ho, In, La, Li, Lu, Mg, Mn, Mo,
Na, Nb, Nd, Ni, Pb, Pd, Pt, Rb, Sb, Sc, Si, Sm, Sn, Sr, Ta, Tb, Ti,
Tm, V, W, Y, Yb, Zn and Zr were obtained, including measure-
ment uncertainties.4

A preliminary study for the production and characterization
of a reference material for PCB was recently carried out using
ICP-OES and instrumental neutron activation analysis (INAA).5

Mass fractions of Ag, Al, As, Au, Ba, Cr, Cu, Fe, Ni, Pb, Sb, Si, Sn
2810 | J. Anal. At. Spectrom., 2024, 39, 2809–2823
and Zn were reported, including measurement uncertainties
but without stated evidence of SI traceability.6

In the present study, a similar approach was adopted by
focusing on TCE qualied as critical and strategic by the
European Commission, e.g. Ag, Au, Co, Cu, Dy, Ga, Gd, La, Li,
Nd, Ni, Pd, Pr, Pt, Sm and Ta. We developed and applied
reference analytical methods based on ICP-MS standard addi-
tion calibrations and INAA k0- and relative calibrations estab-
lishing traceability to the SI. In addition, we developed and
tested analytical methods based on ICP-MS external standard
calibrations, more commonly used in measurement laborato-
ries and suitable as routine methods.

Equation models describing the operation of the developed
reference methods are recalled. Sample preparation methods
that allow for PCB digestion and measurement procedures are
described. Finally, results obtained with ICP-MS based on
external calibration are compared to results obtained with
reference methods to test their suitability in routine
measurements.

2. Description of the analytical
methods and the calibration strategies
2.1 ICP-MS

In the eld of ICP-MS, various calibration strategies have been
established, ranging from simple external calibration to more
elaborate methods such as standard addition and isotope
dilution. In the light of the extraordinary complexity of the PCB
matrix, the application of ICP-MS standard addition techniques
following complete sample digestion is a reasonable choice to
develop reference methods, because the calibration within the
matrix itself eliminates virtually completely biases arising from
different sensitivities of the analytes between the sample matrix
and the calibration standards.7 The same applies to matrix-
matched standard addition techniques when sample matrix
effects are fully compensated for. In the case of elements with at
least two isotopes, isotope dilution techniques are also possible
but the higher experimental costs and efforts oen prevent their
use.

Analytical methods based on external standard techniques
without matrix matching might yield biased results when
applied to PCB. However, because of their experimental
simplicity, they are suitable to develop and optimize digestion
protocols, and, in case results are in agreement with reference
methods, they can be adopted for routine analysis in industrial
research and development laboratories.

There are different calibration methods available for stan-
dard addition. Among them, the so-called gravimetric standard
addition with natural internal standard requires a standard z
with an SI traceable mass fraction of the analyte X, wz, and an
element Y already present in the sample matrix acting as
a “natural” internal standard y.

Themeasurement equation, linking the mass fraction of X in
a sample, wx, to wz, and adopted in this study is8

wx ¼ a0

a1
wz; (1)
This journal is © The Royal Society of Chemistry 2024
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Table 1 Symbols used for parameters adopted in the ICP-MS standard
addition measurement equations

Symbol Quantity

X Analytea,b

Z Added standarda

Y Internal standarda,b

wx Mass fraction of Xa,b

wz Mass fraction of Za

a0 y-Intercepta,b

a1 Slopea,b

mi Mass of the i-th solutiona

ri Density of the i-th solutiona

mz,i Mass of Z in the i-th solutiona

msmp,i Mass of the sample in the i-th solutiona

Ii(X) Signal intensity of X from the i-th solutiona

Ii(Y) Signal intensity of Y from the i-th solutiona

cstd,i(X) Concentration of X in the i-th standard solutionb

cstd,i(Y) Concentration of Y in the i-th standard solutionb

csmp,i(Y) Concentration of Y in the sample solutionb

Istd,i(X) Signal intensity of X from the i-th standard solutionb

Istd,i(Y) Signal intensity of Y from the i-th standard solutionb

Ismp(X) Signal intensity of X from the sample solutionb

Ismp(Y) Signal intensity of Y from the sample solutionb

fdil Dilution factorb

a Gravimetric standard addition with natural internal standard.
b Matrix-matched standard addition.
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where a0 and a1 are the y-intercept and slope of a linear equa-
tion yi= a1xi + a0 tted in an ordinary least squares algorithm to
(yi, xi) data. Specically,

yi ¼ IiðXÞ
IiðYÞ and xi ¼ mz;i

msmp;i

(2)

where Ii(X) and Ii(Y) are the signal intensities of X and Y
acquired from k $ 3 solutions i with mass mi and density ri,
suitably prepared from sample masses msmp,i and standard z
masses mz,i. The additional use of the internal standard allows
replacing absolute signal intensities with signal intensity ratios
Ii(X)/Ii(Y) and renders the measurements virtually invariant
against dri effects, caused e.g. by an increasingly clogged
sampler cone in the course of a measurement sequence.
Temperature, dilution and storage of the k solutions do not
affect the result becausemi and ri values are no longer included
in the equations. Moreover, since an element already present in
the sample matrix is used as internal standard, there is no need
of adding a supplementary standard y.

A further measurement equation adopted in this study,
linking the mass fraction of X in a sample, wx, to an SI traceable
standard and developed for matrix-matched standard addition
calibration is provided as well by the least squares t of yi = a1xi
+ a0 to (yi, xi) data, where a0 is the intercept (signal intensity
from the standard solution i which no standard is added to),
and a1 is the slope of the line. Specically:

yi ¼ Istd;iðXÞ
Istd;iðYÞ�cstd;iðYÞ and xi ¼ cstd;iðXÞ (3)

where cstd,i(X) and cstd,i(Y) are the concentrations of analyte X
and internal standard Y added into the standard solution i,
respectively, and Istd,i(X) and Istd,i(Y) are the signal intensities of
X and Y from standard solution i, respectively.

Then the mass fraction of the analyte in the sample can be
calculated according to

wx ¼ ysmp

a1
fdil; (4)

where fdil is the dilution factor applied before introduction to

the measurement system and ysmp ¼ IsmpðXÞ
IsmpðYÞ=csmpðYÞ; with

csmp(Y) the concentration of Y into the sample solution, and
Ismp(X) and Ismp(Y) the signal intensities of X and Y from sample
solution, respectively.

Symbols adopted in the measurement equations of the ICP-
MS gravimetric standard addition with natural internal
wx ¼
CsðXÞsmp

CsðYÞy
k0 AuðYÞ
k0 AuðXÞk3 kb

Gth y þ Ge y

f

 
Q

Gth smp þ Ge smp

f

 

This journal is © The Royal Society of Chemistry 2024
standard and matrix-matched standard addition calibrations
are summarized in Table 1.
2.2 INAA

Despite the limited availability of laboratories equipped with
the necessary facilities and relatively high experimental costs,
INAA is a realistic choice along with ICP-MS standard addition
to develop candidate referencemethods because measurements
can be performed in the solid state without difficulties associ-
ated with dissolving PCB samples. Measurement procedures are
improved by adjusting neutron irradiation, radioactivity decay
and gamma counting times to reduce or, in some cases, to
cancel out matrix interferences.

There are two calibration methods available: the single
comparator, hereaer called k0-INAA,9 and the direct compar-
ator, hereaer called relative-INAA.10 The rst allows to measure
any analyte X with a single element Y in a standard y, the latter
requires a standard z for each analyte X to be measured.

The measurement equation adopted in this study for the k0-
INAA is
0ðYÞ � 0:429

E
a

r ðYÞ þ 0:429

0:55að2aþ 1Þ

!

Q0ðXÞ � 0:429

E
a

r ðXÞ þ 0:429

0:55að2aþ 1Þ

! my

msmp

wy; (5)
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where wy is the mass fraction of Y in the single standard y, my is
the mass of y,msmp is the mass of the sample, Cs(X)smp and Cs(Y)y
are the g rays count rates at saturation of X in the sample and of Y
in the standard y, respectively, k0 Au(X) and k0 Au(Y) are the k0
values of X and Y, respectively, k3 is the gamma efficiency ratio
(Y/X), kb is the correction due to neutron ux gradient, Gth smp

and Gth y are the thermal neutron self-shielding corrections of
sample and y, respectively, Ge smp and Ge y are the epithermal
neutron self-shielding corrections of sample and y, respectively, f
is the thermal to epithermal conventional ux ratio, Q0(X) and
Q0(Y) are the resonance integral to thermal cross section ratios of
X and Y, respectively, �Er(X) and �Er(Y) are the effective resonance
energy of X and Y, respectively, and a is the deviation from the 1/E
trend of the epithermal ux. Typically, in the k0-INAA, gold (Au) is
taken as a standard (Y = Au) and in this case k0 Au(Y) = 1.

In case of relative-INAA calibration method, the single
standard y is replaced by a direct standard z of the analyte X to
be measured. The measurement equation is:
wx ¼
CsðXÞsmp

CsðXÞz
k3 kb

Gth z þ Ge z

f

 
Q0ðXÞ � 0:429

E
a

r ðXÞ þ 0:429

0:55að2aþ 1Þ

!

Gth smp þ Ge smp

f

 
Q0ðXÞ � 0:429

E
a

r ðXÞ þ 0:429

0:55að2aþ 1Þ

! mz

msmp

wz; (6)
where wz is the mass fraction of X in the standard z, mz is the
mass of z, Cs(X)z is the g rays count rate at saturation of X in z,
Gth z is the thermal neutron self-shielding correction of z and
Ge z is the epithermal neutron self-shielding correction of z. The
use of a standard of the analyte element allows to simplify the k0
values. In addition, the contribution to the uncertainty due to
the knowledge of f, a, Q0(X) and �Er(X) is signicantly limited.
Finally, when sample and standard are measured at the
same counting distance, the k3 value approaches the unity
and the ultimate uncertainty of the relative-INAA calibration
can be reached if counting is also performed far from the
detector end-cap.

Symbols adopted in the measurement equations of the k0
and relative INAA calibrations are summarized in Table 2.

3. Experimental

Ten laboratories with well-established experience in measuring
trace elements in different matrices, hereaer called L1, L2, L3,
L4, L5, L6, L7, L8, L9 and L10, participated in this study. The
adopted techniques and calibration methods are summarized
in Table 3. The target analytes were Ag, Au, Co, Cu, Dy, Ga, Gd,
Ge, In, La, Li, Nd, Ni, Pd, Pr, Pt, Rh, Sm, Ta and Ti.

The PCB material was selected from small WEEE category
(audio and video appliances, toys, personal care products,
culinary equipment, etc.). Approximately 500 kg of waste was
collected in an industrial sorting chain by the waste recovery
company “Envie 2E Midi-Pyrenees” (France). The wastes were
dismantled manually to extract the PCB. The resulting sample
2812 | J. Anal. At. Spectrom., 2024, 39, 2809–2823
(485 kg) was rst shredded with an industrial cutting mill
(Bohmier Maschinen GmbH) to a particle size <30 mm. A
quarter of the sample (122 kg) was then shredded to a particle
size <10 mm and divided to obtain sub-sample masses of 4 kg.
Three of these subsamples were used for testing processing
methodologies from particle size <10 mm to (i) 2 mm, (ii) 750
mm and (iii) 200 mm, respectively. In detail, (i) consisted of 1
shredding step to 2 mm in a lab knife mill (Retsch SM2000), (ii)
consisted of 3 shredding steps to 2 mm, 1 mm and 750 mm in
the lab knife mill and (iii) consisted of 1 shredding step to 750
mm in the lab knife mill and 1 milling step to 200 mm in
a universal grinder (FL1 Poittemille; Poittemille Company,
Bethune, France) using ring holes. The losses of material were
<1% in (i) and (ii) while in (iii) they are unknown. No particles
were removed during the shredding steps. Sampling and pro-
cessing methodologies are described in ref. 11 and 12.

The 200 mm particle size PCB powder obtained from the
application of methodology (iii) was sent to the participating
laboratories for the development of the analytical methods. A
preliminary TCE survey of the material carried out by ICP-MS
highlighted (i) Co at hundreds of mg g−1 level, (ii) Ga, Nd, Pr,
La, Au and Pd at tens of mg g−1 level, (iii) Ge, Dy and Gd at mg g−1

level and (iv) Pt and Rh at tenths of mg g−1 level. In addition, the
preliminary survey highlighted (i) Fe and Cu at tens of percent
level, (ii) Al, Sn, Br and Zn at percent level, (iii) Ba, Cr, Mn, Ni,
Pb, Sb and W at thousands of mg g−1 level, (iv) Ag, Mo and Sr at
hundreds of mg g−1 level, and (v) As and Cd at tens of mg g−1

level. No homogeneity measurements were made.
For each laboratory, methods adopted to prepare PCB

samples and SI standards, and measurement procedures are
reported below.
3.1 Sample and standard preparation methods

3.1.1 ICP-MS. Since no matrix certied reference materials
made from PCB are available to check the recovery yield of the
digestion methods, the digestions were optimized in each
laboratory using ICP-MS based on experience and in-house
digestion protocols. Overall, the digestion protocols chosen in
each laboratory involved several acidic mixtures, with and
without pressure and temperature increase with microwave. In
addition, tetrauoroboric acid (HBF4) as a substitute for
hydrouoric acid (HF) was tested. Finally, alkali fusion was used
by two laboratories. The requirements were to use at least
100 mg of sample and to perform a minimum of three inde-
pendent sample digestions.
This journal is © The Royal Society of Chemistry 2024
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Table 2 Symbols used for parameters adopted in the k0 and relative
INAA measurement equations

Symbol Quantity

X Analytea,b

Y Single standarda

Z Direct standardb

wx Mass fraction of Xa,b

wy Mass fraction of Ya

wz Mass fraction of Zb

msmp Mass of the samplea,b

Cs(X)smp g rays count rate at saturation of X in the samplea,b

Cs(Y)y g rays count rate at saturation of Y in the single standarda

Cs(X)z g rays count rate at saturation of X in the direct standardb

k0 Au(X) k0 value of Xa

k0 Au(Y) k0 value of Ya

k3 g efficiency ratio (Y/X)a,b

kb Neutron ux gradient correctiona,b

Gth smp Thermal neutron self-shielding correction of the samplea,b

Gth y Thermal neutron self-shielding correction of the single
standarda

Gth z Thermal neutron self-shielding correction of the direct
standarda

Ge smp Epithermal neutron self-shielding correction of the
samplea,b

Ge y Epithermal neutron self-shielding correction of the single
standarda

Ge z Epithermal neutron self-shielding correction of the direct
standardb

f Thermal to epithermal conventional ux ratioa,b

Q0(X) Resonance integral to thermal cross section ratio of Xa,b

Q0(Y) Resonance integral to thermal cross section ratio of Ya

�Er(X) Effective resonance energy of Xa,b

�Er(Y) Effective resonance energy of Ya

a Deviation of the epithermal ux from the 1/E trenda,b

a k0.
b Relative.

Table 3 Techniques and calibrationmethods adopted by participating
laboratories

Laboratory Technique Calibration

L1 ICP-MS External standard
L2 ICP-MS External standard
L3 ICP-MS External standard
L4 ICP-MS External standarda

L5 ICP-MS External standard
L6 ICP-MS Standard additionb

L7 ICP-MS Standard additionc

L8 ICP-MS Standard additionb

and external standard
L9 INAA k0 and relative
L10 INAA k0
a Matrix-matched to alkali ux blank. b With natural PCB material
internal standard. c Matrix-matched to PCB material.
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L1 – The sample preparation process involved three separate
aliquots of the PCB material, each weighing approximately 1 g.
These aliquots were subjected to ashing, and the resulting
reduction in mass was recorded. From each of these aliquots,
three additional individual aliquots weighing 200 mg each were
This journal is © The Royal Society of Chemistry 2024
extracted. These aliquots underwent treatment with 5 mL aqua
regia at 120 °C for a duration of 24 h. Subsequently, each of the
nine resulting samples wasmeasured three times using external
calibration based on gravimetrically prepared SI traceable
standard solutions.

L2 – Sample digestion was carried out using (i) microwave
aqua regia (Anton Paar Mutiwave GO) or (ii) peroxide fusion. In
(i), 500 mg of sample was mixed with 8 mL of aqua regia (3/1
HCl/HNO3) and heated to 175 °C for 30 min. In (ii), the
sample was rst calcinated at 550 °C, then it was fused with
sodium peroxide by mixing 300 mg sample with 2 g of sodium
peroxide in a zirconium crucible; the mixture was heated to
700 °C and the sample was taken up in 80 mL water acidied
with 5 mL HNO3. SI traceable standard solutions were gravi-
metrically prepared for calibration.

L3 – All preparatory laboratory work was performed in a class
10 000/1000 clean room. Type I reagent-grade water (18.2 MU

cm) was obtained from a Milli-Q Integral water purication
system equipped with a QPod-Element polishing system
(Merck-Millipore, Darmstadt, Germany). Analytical grade HNO3

(w = 65%, Fisher Scientic, Schwerte, Germany) and analytical
grade HCl (w = 30%, Carl Roth, Karlsruhe, Germany) were
further puried by double sub-boiling in peruoralkoxy-
polymer (PFA)-subboling stills (DST-4000 & DST-1000, Savillex,
Minnesota, USA) operated under clean room conditions. HBF4
(w = 38%, Chem-Lab, Zedelgem, Belgium) was used in ultra-
pure quality for sample digestion without any further
purication.

Standard solutions (all traceable to NIST standards) for
calibration were prepared from either single elements as well as
custom-mademulti-element standards of different composition
(Inorganic Ventures, Christiansburg, USA).

The aliquots (300 mg ± 5 mg) of the material were digested
in triplicates with 5 mL HNO3, 2 mL HCl and 1 mL HBF4 for
300 min at 180 °C either with a MARS Xpress or a MARS 6
microwave (CEM Corp., Kamp Lintfort, Germany) in 55 mL pre-
cleaned TFM digestion vessels following the protocol of Zim-
mermann et al.13 The reference material BAM M505a was
treated similarly and digested in duplicates per digestion batch
(12 samples in triplicates).

L4 – Alkali fusion aer sample ashing was selected as the
best sample digestion method resulting in a visually clear and
residue-free solution. For dry ashing, 1 g to 3 g of powdered PCB
was placed in a Thermolyne 48 000 furnace at 600 °C in pre-
cleaned quartz crucibles. For alkali fusion, 250 mg to 400 mg
of dry ashed sample were mixed with 3 g to 4.5 g of sodium
peroxide for a 1 : 10 mass ratio in 25 mL zirconium crucibles
with lid. The crucibles were then placed in a furnace at 600 °C
for 1 h. Due to the high content of organic compound (16%
weight), the alkali fusion was performed only on ashed samples
to avoid damaging the crucibles. Given the high salt content
induced by the use of the alkali ux, the calibration standards
were matrix-matched to a ux blank obtained by the exact same
preparation as the sample.

L5 – Samples were rstly combusted in a furnace (Carbolite
ELF 11/14B; Carbolite Gero, Sheffield, UK) at 550 °C for 5 h to
remove the carbon matrix. Sample digestion was based on
J. Anal. At. Spectrom., 2024, 39, 2809–2823 | 2813
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microwave assisted digestion (Multiwave Pro, Anton Paar, Graz,
Austria) using dilute aqua regia5 with an addition of tetra-
uoroboric acid (HBF4) as a substitute for hydrouoric acid.13 In
detail, 100 mg of combusted PCB material was digested in
a solution containing 1.25 mL HNO3 ($65%, p.a. grade; Carl
Roth GmbH, Karlsruhe, Germany), 3.75 mL HCl (37%, p.a.
grade; Carl Roth GmbH), 4 mL reagent grade I water (18.2
MU cm, MilliQ IQ 7000; Merck, Darmstadt, Germany), and 1mL
HBF4 (38%, ultra-pure; Chem-Lab, Zeldelgem, Belgium). The
digestion was carried out using a temperature program with
10 min ramp to 200 °C and holding for 30 min, then leaving
samples to cool to 50 °C. Samples were then ltered through
0.45 mm lter discs (Minisart regenerated cellulose; Sartorius,
Göttingen, Germany) and diluted to 50 mL with reagent grade I
water. Subsequent dilutions were carried out using dilute HNO3

(2% mass fraction). A separate HF-based digest was carried out
for determinations of Ta following the procedure reported in
ref. 4. Briey, 5 mL HNO3, 2 mL HCl, 0.5 mL H2O2 and 1 mL HF
were added to 100 mg of PCB sample. The sample was then
digested using the same microwave procedure as for the HBF4
digestion. Following digestion, the sample was complexed with
9 mL of saturated (47 mg mL−1) boric acid solution to complex
the HF and further diluted with dilute HNO3 (mass fraction =

2%) before analysis. Calibration standard solutions were
prepared gravimetrically from SI traceable standards: ICPmulti-
element standard solution VI (Merck Certipur, Darmstadt,
Germany), AHF-CAL-7 (Inorganic Ventures, US) and Calib. Std
#2 Precious Metals (AccuStandard, Inc., US).

L6 – Sample aliquots of approximately 300 mg were weighed
into 30 mL quartz vials and the samples were ashed at 500 °C in
an MLS PYRO.lab oven for 5 hours. The material was then
weighed into 90 mL TFM tubes. 10 mL 65% HNO3 (subboiled,
Merck p.a.), 3 mL 48% HBF4 (Sigma-Aldrich), and 4 mL 30%
H2O2 (suprapur, Merck) were used to digest the samples in an
MLS ETHOS.lab microwave system within 2.5 h at 210 °C
(30 min linear ramp from room temperature to 210 °C, 1 h
constant at 210 °C). Aer cooling down, the solutions were
evaporated to complete dryness within 5 h in an MLS ETHO-
S.lab evaporation system at 70 °C and approximately <450mbar.
The residues were re-dissolved in a mixture of 5 mL 25% HCl
(subboiled, Merck p.a.), 5 mL 65% HNO3 (subboiled, Merck
p.a.), and 2 mL 30% H2O2 (suprapur, Merck) and again digested
in an MLS ETHOS.lab microwave system within 2.5 h at 210 °C
as described above. Aer cooling down, the solutions were
evaporated to complete dryness within 6 h in an MLS ETHO-
S.lab evaporation system at 70 °C and approximately <450mbar.
The residues were re-dissolved in 15 mL 0.15 mol kg−1 mol L−1

HNO3 (subboiled, Merck p.a.). Therefore, the tubes were soni-
cated in an ultra-sonic bath at 80 °C for 30 minutes. All sample
solutions were then ltered into 25 mL pre-cleaned and pre-
weighed Duran glass bottles through PET lter discs with 0.2
mmpore diameter. All TFM tubes were rinsed with another 4 mL
3 mol L−1 HNO3 (subboiled, Merck p.a.) ltered through the
same lter discs into the according 25 mL Duran glass bottles.
The lter discs were rinsed with another 1 mL of 3 mol L−1

HNO3. Each of the sample solutions was then subdivided into k
= 4 aliquots of masses msln,i to apply gravimetric standard
2814 | J. Anal. At. Spectrom., 2024, 39, 2809–2823
addition with natural internal standard calibration. Accord-
ingly, in eqn (2), msmp,i = msmp(msln,i/msln), where msmp is the
mass of the sample and msln is the mass of the total diluted
solution. Appropriate masses mz,i of SI traceable standard
solutions z were subsequently added to the aliquots to obtain
the solutions i. This allowed to distinguish between inhomo-
geneities in the samples and insufficient reproducibility of the
sample preparation (especially the digestion) on the one hand
and the quality of the measurement itself on the other hand.

L7 – Samples were prepared by digesting and dissolving at
least 3 replicate samples of 200 mg in Milestone Ethos SEL
microwave digestion system. The digestion was carried out at
210 °C using the concentrated acid mixture HNO3 – HCl (1 : 3).
For Ga and Li, HF was also added to the digestion vessel. Then,
equal amounts from the digested sample solutions were
combined in a test tube to represent the samplematrix which was
used for the preparation of matrix-matched addition calibration
solutions. Each calibration solution contained the same amount
sample solution adjusted to have optimum analyte concentration
for introduction to the instruments. The linear calibration plot
was prepared by spiking the matrix containing solution by
spiking varying amount of SI traceable standard calibration
solutions. The concentration of each analyte in the sample is
calculated using the least square method from the analytical
calibration plot between the concentration of the analyte and the
analytical signal. The internal standards (Tl and Sc) were also
added to all solutions at approximately the same concentration in
order to observe and correct the dris on the instrument sensi-
tivity during the measurement. When preparing the sample and
the standard solutions, all dilutions and additions of standards
were done gravimetrically using the analytical balance.

L8 – Samples were digested with aqua regia. A single reaction
chamber microwave system (Ultrawave, Milestone Srl, Sorisole,
Italy) was employed in the acid digestion of the samples. The
chamber acts as the pressure vessel instead of individual
sample vessels in traditional closed vessel microwave digestion
units. Acid-leached glass vessels were used for digestion, and
their weight was recorded before use. 400 mg sample was
weighed and 10 mL of aqua regia (3 : 1 HCl : HNO3) added. A
base load of 2% (v/v) hydrogen peroxide was placed in the
chamber. The rack with the sample vessels was placed in the
chamber, which was pressurized to 40 bar with nitrogen before
heating. The sample vessels are immersed in the base load,
which ensures an even temperature distribution throughout the
samples. A temperature-controlled microwave program was
used consisting of a 25 min ramp to 240 °C and holding for
15 min, followed by a cooling stage to 80 °C and depressuriza-
tion. Samples were diluted to 40 mL with reagent grade I water
in the digestion vessels. The nal weight of the samples
including the vessel was recorded. There was a grayish-brown
residue, which was washed several times with grade I water,
and the nal aqueous suspension was screened using TXRF and
found to be composed primarily of Ti, W and Zr, with smaller
traces of V, Cr, Fe and Br. SI traceable standard solutions were
gravimetrically prepared for calibration.

A summary of the digestion methods adopted for the
dissolution of PCB samples is reported in Table 4.
This journal is © The Royal Society of Chemistry 2024
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Table 4 Digestion methods adopted by participating laboratories. Laboratory, acid mixture, acid ratio, temperature, pre-ashing step and acid
mixture code are given. In case of alkali fusion with Na2O2, sample to flux ratio is given instead of acid ratio

Laboratory Acid mixture Acid ratio Temperature (°C) Pre-ashing step Code

L1 HNO3, HCl 1 : 3 120 Yes A
L7 HNO3, HCl 1 : 3 210 No A
L8 HNO3, HCl 1 : 3 240 No A
L2 Alkali fusion 1 : 7a 700 Yes B
L4 Alkali fusion 1 : 10a 600 Yes B
L3 HNO3, HCl, HBF4 5 : 2 : 1 180 No C
L5 HNO3, HCl, HBF4 1.25 : 3.75 : 1 200 Yes C
L6 1st HNO3, HBF4, H2O2 10 : 3 : 4 210 Yes D

2nd HNO3, HCl, H2O2 5 : 2 : 2
L7 HNO3, HCl, HF 2 : 5 : 2 210 No Eb

L5 HNO3, HCl, H2O2, HF 10 : 4 : 1 : 2 200 Yes Fc

a Sample to ux ratio. b Adopted only for Li and Ge. c Adopted only for Ta.
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3.1.2 INAA. L9 – Samples were prepared by pressing 170 mg
aliquots of the PCB material to get 12 cylindrical tablets with
10 mm diameter and 1.2 mm thickness aer application of a 10
bar pressure in a manual hydraulic press. Aer brief inspection
for visible cracks, each tablet was placed in a cleaned irradiation
vial and weighed to obtain msmp on a calibrated analytical
balance. SI traceable mono-elemental solutions were used to
prepare multi-elemental standards, including Au as a k0 stan-
dard. Each standard was made by sequentially pipetting indi-
vidual solutions on a 6 mm diameter absorbent paper disc
previously attached to a 10 mm diameter adhesive tape disc.
The pipetting process was performed on the analytical balance
to measure themassmz of the dropped solution. Aer weighing,
the paper disc was completely dried under a fume hood before
the next pipetting process. In the end, a second 10mmdiameter
adhesive tape disc was used to seal the standard.

L10 – Samples were sealed into polyethylene containers with
a diameter of 8 mm and the height of the PCB samples varied
from 3.5 mm to 6 mm. In total, 8 aliquots were prepared for the
study, with sample masses varying from 210 mg to 300 mg. Four
aliquots were used for short irradiation (30 s) and four for long
irradiation (1 h). Before irradiation, the sample of each aliquot
was measured on a calibrated analytical balance. To achieve SI
traceability, the Al-0.1% Au alloy certied reference material
ERM-EB530A produced by the Joint Research Centre (JRC, Bel-
gium) was used to prepare Au standard discs with 7.2 mm
diameter and 0.1 mm thickness.
3.2 Measurement procedures

3.2.1 ICP-MS. Calibration methods and instrument oper-
ating parameters used by each participating laboratory are re-
ported in Tables 3 and in S1–S8 of ESI,† respectively. The
strategies followed by laboratories using external standard
calibration for the resolution of the interferences are either the
use of sector eld instruments with selectable resolution slits,
and the use of Collision Reaction Cell with on mass and
possibly mass shi analysis.

L1 – The measurements were conducted using a Thermo
Scientic iCAP quadrupole-ICP-MS instrument. The analyses
This journal is © The Royal Society of Chemistry 2024
were executed employing the standard sample introduction
system, which includes a concentric nebulizer and a cyclonic
spray chamber. Operational parameters of the ICP-MS instru-
ment were tuned to optimize sensitivity, utilizing a tuning
solution while closely monitoring the oxide formation rate,
specically based on the 140Ce16O/140Ce ratio to ensure consis-
tent and reliable day-to-day performance.

External calibration was carried out using a freshly prepared
multi-elemental standard solution based on Merck's multi-
element standard IV (7Li, 59Co, 60Ni and 71Ga) and Merck's
single-element standards (139La, 143Nd, 104Pd and 141Pr).
Yttrium (89Y) served as the internal standard.

L2 – The analysis was carried out in triplicate using a TQ ICP-
MS Agilent 8900 with external standard calibration. Three
internal standards were used for quantication (Sc, Y and Ir).
Solution blanks were systematically run. For most of elements,
solid reference materials were used as quality controls (inter-
laboratory test sample GEOPT35 and BAM M505A). The
measurement procedure was developed to consider the speci-
city of the PCB matrix. Depending on elements and interfer-
ences, different gas modes were used on the TQ ICP-MS: gas-
free, helium or oxygen (without or with mass transition). The
three modes have been systematically used and the quanti-
cation isotopes have been selected based on comparison
between the different modes and the potential interferences.
For example, Ge has been measured at mass-shi 88 with O2 in
order to prevent Nd interference.

L3 – A procedure based on external calibration was devel-
oped to measure Ag, Au, Co, Cu, Dy, Ga, Gd, Ge, La, Li, Nd, Ni,
Pd, Pr, Pt, Ta and Ti via isotopes 107Ag, 197Au, 59Co, 65Cu, 163Dy,
69Ga, 157Gd, 72Ge, 139La, 7Li, 146Nd, 60Ni, 105Pd, 141Pr, 181Ta and
47Ti, respectively. Determination of elemental mass fractions in
the digests was performed using an inductively coupled plasma
tandem mass spectrometer (ICP-MS/MS) (Agilent 8800, Agilent
Technologies, Tokyo, Japan) coupled to an ESI SC-4 DX FAST
autosampler (Elemental Scientic, Omaha, Nebraska, USA).14

Detection modes can be found in Table S3.† The instrument
was tuned daily using a tune solution containing Li, Co Y, Ce
and Tl at a concentration of 10 mg L−1. Quantication was
performed by external calibration covering a concentration
J. Anal. At. Spectrom., 2024, 39, 2809–2823 | 2815
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range from 0 mg L−1 to 10 000 mg L−1. Solutions and blanks were
prepared on a daily basis from traceable, custom made multi-
element standards (Inorganic Ventures, Christiansburg, USA).
Wash blanks were measured aer each sample triplicate to
monitor and avoid potential carry-over effects.

Multi-element data were processed using MassHunter
version 4.4 or higher (Agilent Technologies, Tokyo, Japan) and
a custom written Excel© spreadsheet. The isobaric interference
of 115Sn on 115In was corrected for by peak stripping as imple-
mented in MassHunter using the signal of 118Sn and the
isotopic abundances provided by IUPAC's Commission on
Isotopic Abundances and Atomic Weights.15 Combined uncer-
tainties were estimated using a Kragten spreadsheet approach16

taking into account reproducibility, repeatability and
measurement precision for each sample. The signicant
number of digits of elemental mass fractions are given
according to GUM and EURACHEM guidelines, whereby the
uncertainty determines the signicant number of digits to be
presented with the value.17

L4 – An external standard calibration procedure with alkali
fusion matrix-matching was used to measure Au, La, Li, Pd and
Ta via isotopes 197Au, 139La, 7Li, 105Pd and 181Ta, respectively.
The calibration standards were prepared in a diluted alkali
fusion blank to take into account the matrix effect attributed to
the high Na content of the ux.

L5 – The analysis was carried out using a NexION 5000 ICP-
MS/MS (PerkinElmer, Waltham, MA, USA) with external cali-
bration and nitrous oxide (medicinal grade; Linde Gas GmbH,
Stadl-Paura, Austria) as a reaction gas.18,19 Operating parameters
are listed in Table S5.† The gravimetrically prepared SI standard
solutions were combined into one stock solution that was
further diluted to obtain an 11-point calibration. For every
sample digestion, the calibration standards were made fresh
within 12 h of the measurements.

L6 – A reference (gravimetric) standard addition with natural
internal standard calibration procedure was developed to
measure Co, La and Li via isotopes 59Co, 7Li and 139La,
respectively. The internal standard elements Y, Sb and Ba via
isotopes 89Y, 121Sb and 127Ba, respectively, were chosen based
on their relative signal intensity to be able to adjust signal
intensity ratios Ri of the analyte element X over the internal
standard Y between 0.1 and 10. The signal intensity ratios were
measured using an HR-ICP-MS (Element XR, Thermo Fisher
Scientic, Germany) operated in low resolution.

An ordinary least squares t of a linear equation to (yi, xi)
data obtained using eqn (2) yielded the slope a1 and the y-
intercept a0 which in turn yielded the mass fraction wx of the
analyte element in the original solid sample according to eqn
(1). Uncertainty budgets consistent with the GUM20 were ob-
tained on a sample-per-sample basis using the measurement
eqn (1) as a comprehensive closed form equation.

L7 – A reference matrix-match standard addition procedure
was developed to measure Au, Dy, Ga, La, Li, Nd, Pd, Pr, Pt and
Sm via isotopes 197Au, 161Dy, 163Dy, 71Ga, 139La, 6Li, 7Li, 144Nd,
145Nd, 146Nd, 105Pd, 106Pd, 108Pd, 141Pr, 194Pt, 196Pt, 147Sm and
149Sm; 205Tl was used as internal standard.
2816 | J. Anal. At. Spectrom., 2024, 39, 2809–2823
The uncertainty for each analyte in the sample was calcu-
lated according to eqn (4) by using a commercial soware GUM
Workbench. GUM approach was used during the calculations.
The contributions from each source were identied and quan-
tied in the uncertainty budget.

L8 – The measurements were carried out using a Thermo
iCAP TQ ICP-MS/MS (Thermo Scientic, Bremen, Germany)
either with reference (gravimetric) standard addition with
natural internal standard calibration or external calibration.
Helium was used as a collision gas and oxygen as a reaction gas.
Operating parameters are listed in Table S8.†

For the external calibration, four internal standards were
used (Sc, Ge, Rh, Ir). The additions were made so that the
contribution from the PCB sample was less than 1% of the total
internal standard signal. The calibration solutions were
prepared from NIST SRMs except for Ga, Pd and Pt for which
commercial standard stock solutions from Inorganic Ventures
(I.V. Labs, Inc., Christiansburg, Virginia, USA) were used. 4–5
calibration points were prepared, and the calibration range was
selected to t the PCB sample which was gravimetrically diluted
50× or 200×, depending on the analyte. The calibration stan-
dards were made fresh on each day of measurement and the
acid matrix was matched to the digested samples. The reference
(gravimetric) standard addition with natural internal standard
calibration was used to measure Co, La, Pr and Au via isotopes
59Co, 139La, 141Pr and 197Au respectively. 59Co was measured on
mass using ICP-MS/MS with helium as a collision gas, 139La,
141Pr and 197Au were measured using ICP-MS/MS with oxygen as
a reaction gas, La and Pr as oxides and Au on mass. Internal
standard isotopes 55Mn, 137Ba (for La and Pr) and 206Pb,
respectively, were chosen based on their relative signal intensity
and closeness in mass to the analytes. 55Mn was measured on
mass with He, 137Ba and 206Pb as oxides with oxygen as the
reaction gas. The signal intensity ratios Ri of the analyte element
X over the internal standard Y varied between 0.6 and 3.2.
Uncertainty budgets consistent with the GUM were obtained on
three replicate samples using eqn (1) as measurement model.

3.2.2 INAA. L9 – A relative- and k0-INAA procedure was
developed to measure Ag, Au, Co, Cu, La and Ta via isotopes
109Ag, 197Au, 59Co, 63Cu, 139La and 181Ta starting from
a preliminary measurement of the PCB material carried out
using a k0-INAA calibration and aimed at optimizing number
and mass of samples, neutron irradiation and cooling times,
gamma counting times and positions.

Samples and standards were placed in cartridge cases and
irradiated in the carousel facility of a 250 kW TRIGA Mark II
research reactor with a thermal neutron ux of 1.0 × 1012 cm−2

s−1.21 The neutron irradiation lasted 1 h at nominal reactor
power. Irradiated cartridge cases were collected aer 2 days
cooling due to the high Cu activity. Samples and standards were
extracted and individually placed in gamma counting
containers.

Gamma spectrometry was performed with a Ge detector
ORTEC GEM50P4-83 (50% relative efficiency, 1.9 keV full-width
half maximum at 1332.5 keV energy) connected to a multi-
channel analyzer ORTEC DSPEC 502 and controlled by a PC.
The detector is placed inside a low-background graded lead
This journal is © The Royal Society of Chemistry 2024
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shield located in an underground laboratory room with
temperature controlled at 22 °C. The GEM50P4-83 detector is
extensively characterized in terms of counting efficiency using
a mix of single nuclide gamma sources with SI traceable activity
measured at different distances from the end-cap. The gamma
counting of samples and standards was carried out in two steps:
the rst started 2 days aer neutron irradiation and lasted 5
days, the latter started 14 days aer neutron irradiation in order
to wait for the interfering Br decay and lasted 16 days.

Collected gamma spectra were elaborated with HyperLab
program version 2014.1(ref. 22) to get the net peak areas of the
radionuclides produced by the analytes. The output data were
processed with the rel-INRIM soware to quantify Au, La, Co
and Ta, and the k0-INRIM soware to quantify Ag and Cu.23 Both
soware are homemade developed to obtain uncertainty
budgets of elemental mass fractions on a sample-per-sample
basis using eqn (5) and (6) as measurement models for k0 and
relative calibration, respectively, and according to the GUM.20

L10 – A k0-INAA procedure was developed to measure total
content of elements via its radionuclides induced by neutron by
short irradiation of 30 s (Cu, Dy, In and Ti) and by long irradi-
ation of 1 h (Ag, Au, Co, Cu, La, Sm and Ta). Depending on the
mass fraction of a particular element in the samples, an
element can be detected in both irradiations, e.g. Cu. Samples
and standards were xed in sandwich form and irradiated in the
carousel facility of a 250 kW TRIGA Mark II research reactor
with a thermal neutron ux of 1.1 × 1012 cm−2 s−1.

Aer short irradiation, induced activity in the samples was
measured aer 15 min, 20 min, 120 min, 24 h and 20 days of
cooling times on an absolutely calibrated HPGe detector (45%
relative efficiency) connected to a multichannel analyzer ORTEC
DSPEC PLUS™ and controlled by a PC. Aer long irradiation,
induced activity in the samples was measured aer 5, 11 and 30
days of cooling times on an absolutely calibrated HPGe detector
(40% relative efficiency) connected to a multichannel analyzer
CANBERRA Multiport II and controlled by a PC. For peak area
evaluation, the HyperLab program version 2014.1 (ref. 22) was
used. For elemental mass fractions and effective solid angle
calculations, the soware package Kayzero for Windows was
applied using eqn (5) as measurement model.24

4. Results and discussion
4.1 Digestion methods

Several digestion methods have been tested for the complete
decomposition of samples to make available a standardized
protocol for ICP-MS methods. Signicant outcomes obtained by
laboratories are reported below.

L4 – In general, the acid digestion in a microwave with no
pre-ashing step led to a black residue le in solution. With
a pre-ashing step and the addition of HF at high temperature
(240 °C), a small opaque residue that is almost undetectable is
le. With the alkali fusion step, no residues are visible. In
addition to alkali fusion, two microwave-assisted acid diges-
tions were tested with and without ashing step: a mixture of
HNO3 : HCl and the same mixture with the addition of HF. For
Ta, using only aqua regia prevents the recovery of this element
This journal is © The Royal Society of Chemistry 2024
and HF is absolutely necessary. In addition, it seems preferable
to add an ashing step for the recovery of Li.

L5 – Initial attempts at digesting the PCB material using
H2O2 to remove the plastic matrix were unsuccessful, indicated
not only by the large proportions of black residue observed
following analysis, but poor comparability between of the TCE
mass fractions obtained to other laboratories. Therefore,
instead of using H2O2, a combustion step was employed prior to
the microwave-assisted digestion in order to remove the plastic
matrix. This eliminated the black residue, however the diges-
tion was still found to be incomplete. Instead, an opaque
mixture resulted, which required ltration before analysis. The
resulting brown residue was screened using ED-XRF and found
to be composed primarily of Ti and Zr. Analysis of the sample
extract revealed good comparability of TCE mass fractions to
other laboratories, with the exception of Ta (likely lost along
with Ti and Zr in the residue) as the mass fraction determined
was approximately half that of other laboratories. Therefore,
a separate HF digestion needed to be performed specically for
this element.

L6 – Prior to the nal digestion procedure and sample
analysis, several digestion procedures have been applied and
tested with the PCB material. Generally, for sample digestion,
fusion techniques were not applied, because the latter are
usually accompanied by large amounts of blank contaminating
the analytes (here, Li, Co, and La). Therefore, microwave (MW)
assisted acid digestion procedures were tested exclusively. For
digestion, a triple blend consisting of HNO3, HCl, and HF was
used rst. According to a comprehensive study carried out by
Zimmermann et al.,13 HF could be substituted by HBF4 mainly
used for silicate Si–O decomposition in the matrix due to in situ
HF generation during the digestion process. Initial tests used
only a two-step digestion in (1st Step HNO3 + HCl blend in
a high-pressure 40 bar MW-assisted run: turboWAVE™ MLS)
followed by the 2nd step MW digestion (HNO3/HCl/HBF4) in an
ETHOS.lab™ MLS instrument. The amount of non-dissolved
residues mainly due to organic matrix components led to
a triple digestion procedure, starting with a high-temperature
ashing in a PYRO.lab™ MLS MW oven (sample mass z
300 mg, heating duration: 5 h, T= 500 °C). Aer ashing,z 25%
of the initial sample mass was removed enabling larger surface
areas for the successive MW acid digestion steps (1st HNO3/HCl
turboWAVE™ MLS; 2nd HNO3/HCl/HBF4 ETHOS.lab™ MLS).
Complete digestion was not achieved, and green opaque solid
residues remained on the bottom of the vials. In order to
facilitate the digestion procedure in standard labs, the nal
procedure was adapted to a two-step acid digestion protocol
with an initial ashing step, which can be performed in a stan-
dard laboratory microwave without the need of high pressure
(see Section 3.1.1).
4.2 TCE measurement results

The TCE mass fraction values (dry-mass basis, i.e. corrected for
moisture content) obtained with reference methods by partici-
pating laboratories are reported in Table 5; number, n, and
mass, msmp, of the measured samples, average mass fraction,
J. Anal. At. Spectrom., 2024, 39, 2809–2823 | 2817
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Table 5 Results of TCE measurements in the PCB material obtained with reference methods. Analyte element, X, participating laboratory and
technique, number, n, and mass, msmp, of the measured samples, average mass fraction, �wx, uncertainty of the average mass fraction, u( �wx),
experimental standard deviation, s(wx j), and uncertainty of the average mass fraction including the contribution due to inhomogeneity and/or
large data scattering, if present, u*( �wx), are given

X Lab (technique) n msmp/mg �wx/mg g−1 u(�wx)/mg g−1 s(wxj)/mg g−1 u*(�wx)/mg g−1

Ag L9 (INAA)b 12 170 517 11 7.0 11
L10 (INAA)b 8 210–300 530 19 8 19

Au L7 (ICP-MS)d 5 200 38.7 1.3 0.6 1.4
L8 (ICP-MS)c 3 400 37.4 0.95 0.74 1.2
L9 (INAA)a 12 170 38.26 0.20 1.12 0.41
L10 (INAA)b 8 210–300 39.3 1.5 1.6 1.6

Co L6 (ICP-MS)c 4 300 788 2.8 13 10
L8 (ICP-MS)c 3 400 800 15 2.3 15.2
L9 (INAA)a 12 170 786.5 6.0 29.5 11.2
L10 (INAA)b 8 210–300 757 27 20 29

Cu L9 (INAA)b 12 170 95 434 2582 1525 2628
L10 (INAA)b 8 210–300 105 360 4115 5164 4648

Dy L10 (INAA)b 4 210 3.83 0.24 0.40 0.43
L7 (ICP-MS)d 5 200 2.73 0.08 0.05 0.09

Ga L7 (ICP-MS)d 5 200 10.46 0.4 0.3 0.44
In L10 (INAA)b 4 210 2.296 0.087 0.065 0.103
La L6 (ICP-MS)c 4 300 33.9 1.4 1.9 1.7

L7 (ICP-MS)d 3 200 36.6 1.5 1.4 1.8
L8 (ICP-MS)c 3 400 39.3 0.75 0.84 1.1
L9 (INAA)a 12 170 39.99 0.33 0.66 0.33
L10 (INAA)b 8 210–300 38.3 1.4 1.4 1.6

Li L6 (ICP-MS)c 4 300 79.2 0.44 1.7 1.4
L7 (ICP-MS)d 3 200 76.2 2.9 0.7 3.0

Nd L7 (ICP-MS)d 5 200 83.9 3.3 2.8 3.7
Pd L7 (ICP-MS)d 5 200 15.6 0.6 0.4 0.65
Pr L7 (ICP-MS)d 3 200 11.8 0.4 0.1 0.41

L8 (ICP-MS)c 3 400 11.8 0.25 0.12 0.28
Pt L7 (ICP-MS)d 5 200 0.279 0.016 0.020 0.020
Sm L10 (INAA)b 4 300 4.72 0.20 0.21 0.27

L7(ICP-MS)d 3 200 5.33 0.22 0.22 0.31
Ta L9 (INAA)a 12 170 281.6 2.0 7.1 3.0

L10 (INAA)b 8 210–300 303 11 9 12
Ti L10 (INAA)b 4 210 66 403 2353 736 2438

a Relative. b k0.
c Standard addition with internal standard. d Matrix-matched standard addition.
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�wx, uncertainty of the average mass fraction, u(�wx), and experi-
mental standard deviation of the individual mass fraction value
j, s(wx j) are given.

To check the data for the presence of any kind of inhomo-
geneity and/or large data scattering, e.g. reproducibility of
sample preparation (digestion and tableting) and analyte
inhomogeneity in samples, we applied the concept of degree of
equivalence

dj = wx j − �wx, (7)

with uncertainty

u
�
dj
� ¼ ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi

u2
�
wx j

�þ u2ðwxÞ � 2 cov
�
wx j ;wx

�q
; (8)

where u(wx j) is the uncertainty of the individual mass fraction
value j.

In case of negligible correlation between wx j and �wx, the
covariance term in eqn (8) is omitted. When a dj value is larger
than its uncertainty, the corresponding mass fraction value wx j

is not consistent with the overall average and a type A
2818 | J. Anal. At. Spectrom., 2024, 39, 2809–2823
uncertainty is added to the measurement uncertainty according
to:25,26

u*ðwxÞ ¼
ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi
u2ðwxÞ þ n� 1

n� 3

s2
�
wx j

�
n

s

where the asterisk indicates that, if present, the inhomogeneity
and/or large data scattering contribution has been added. If the
number of measured samples is n = 3, u*(�wx) is calculated with

the approximated formula u*ðwxÞ ¼
ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi
u2ðwxÞ þ s2ðwx jÞ

p
: The

u*(�wx) values obtained by each participating laboratory are re-
ported in Table 5.

The TCE mass fraction values (dry-mass basis, i.e. corrected
for moisture content) obtained with routine methods by
participating laboratories are reported in Table 6; n, msmp, �wx

and expanded uncertainty (k = 2) of the average mass fraction,
u(�wx), are given.

Rh is the only element among the selected TCE that was not
quantied. Mass fraction values obtained both with reference
and routinemethods are available for Ag, Au, Co, Cu, Dy, Ga, La,
This journal is © The Royal Society of Chemistry 2024
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Table 6 Results of TCE measurements in the PCB material obtained with routine methods based on ICP-MS external calibration. Analyte
element, X, laboratory, number, n, and mass,msmp, of the measured samples, average mass fraction, �wx, and expanded uncertainty (k = 2) of the
average mass fraction, U( �wx), are given

X Lab n msmp/mg �wx � U(�wx)/mg g−1 X Lab n msmp/mg �wx � u(�wx)/mg g−1

Ag L3 6 200 530 � 80 Li L1 9 200 65 � 18
Au L2 3 500 37.5 � 4.0 L3 6 200 61 � 10

L3 6 200 55 � 10 L4a 3 300–450 76.6 � 6.0
L4a 3 300–450 34.7 � 5.0 L5 3 120 66.3 � 2.6
L5 3 120 38.2 � 2.4 Nd L1 9 200 92 � 14
L8 4 400 38.6 � 3.0 L2a 3 300(ii) 84.6 � 8.0

Co L1 9 200 780 � 94 L3 5 200 49 � 8
L2a 3 300 840 � 80 L5 3 120 85.6 � 9.2
L3 6 200 760 � 120 L8 4 400 88.8 � 9.8
L5 3 120 768 � 44 Ni L1 9 200 3680 � 468
L8 4 400 775 � 78 L2a 3 300 4120 � 400

Cu L2a 3 300 118 000 � 10 000 L3 6 200 3920 � 400
L3 6 200 112 000 � 16 000 L8 4 400 3880 � 430
L8 4 400 103 000 � 7000 Pd L1 9 200 17 � 2

Dy L2a 3 300 2.83 � 0.2 L2a 3 300 13.3 � 1.3
L3 6 200 1.6 � 1.6 L3 5 200 13.3 � 2.2
L5 6 120 2.86 � 0.18 L4a 3 300–450 13.8 � 2.0
L8 4 400 2.57 � 0.26 L5 3 120 14.6 � 1.4

Ga L1 9 200 12 � 2 L8 4 400 13.9 � 1.6
L2a 3 300 10.2 � 1.0 Pr L1 9 200 13 � 2
L3 6 200 10.2 � 2.4 L2a 3 300 10.9 � 1.0
L8 4 400 10.1 � 1.2 L3 6 200 6.4 � 2.8

Gd L2a 3 300 4.50 � 0.40 L5 3 120 10.4 � 0.8
L3 6 200 2.8 � 2 L8 4 400 11.4 � 1.1
L5 3 120 4.61 � 0.46 Pt L2 3 500 0.26 � 0.03
L8 4 400 4.70 � 0.44 L3 6 200 0.7 � 1.2

Ge L2a 3 300 2.50 � 0.20 L5 3 120 0.249 � 0.080
L3 6 200 2.5 � 5.0 L8 4 400 0.270 � 0.064

La L1 9 200 39 � 6 Sm L2a 3 300 3.94 � 0.40
L2a 3 300 36.8 � 3.6 Ta L2a 3 300 282 � 28
L3 5 200 17.2 � 3.6 L3 6 200 280 � 60
L4a 3 300–450 38.0 � 5.6 L4a 3 300–450 262.9 � 35
L5 3 120 35.2 � 3.2 L5 3 120 285 � 48
L8 4 400 36.3 � 3.8 Ti L3 6 200 6800 � 3400

a Alkali fusion.
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Li, Nd, Pd, Pr, Pt, Sm, Ta and Ti, while for In, and Ge and Ni,
only values obtained with candidate reference and routine
methods are available, respectively.

Experimental data are plotted for each element in the order
of increasing mass fraction values in Fig. 1 and 2. The Ge, In
and Ti graphs were excluded due to lack of data. Results ob-
tained with reference methods are indicated with gray dots and
used, when available, to calculate the reference mass fraction
value as weighted average; u*(�wx) is used as weight. Results
obtained with routine methods are indicated with black dots.
The reference mass fraction value is represented by the (hori-
zontal) dotted line (dash–dot) and the corresponding expanded
uncertainties (k = 2) by the solid lines. In addition, the dotted
lines (dot–dot) represent the reference mass fraction value ±

20%. For Gd and Ni, the reference mass fraction value is
calculated in the same way but using data collected with routine
methods; u(�wx) is used as weight instead of u*(�wx).

Even if the measured PCB material was not previously
characterized in terms of homogeneity, we can use the results to
evaluate the analytical performance of the reference and routine
This journal is © The Royal Society of Chemistry 2024
methods. To this aim, the (maximum) mutual relative differ-
ence, Dmutw, and the (maximum) relative difference with
respect to the reference value, Drefw, are reported below.

For what concerns candidate reference methods, solid anal-
ysis using k0 and relative INAA produced data in mutual agree-
ment for Ag (L9, L10;Dmutw= 2.5%), Au (L9, L10,Dmutw= 2.7%),
Co (L9, L10;Dmutw= 3.8%), Cu (L9, L10; Dmutw= 10.2%), La (L9,
L10;Dmutw= 4.3%) and Ta (L9, L10;Dmutw= 7.5%). Wet analysis
carried out by L7, L8 and L6 using standard addition ICP-MS
produced data in mutual agreement for Au (L7, L8; Dmutw =

3.4%), Co (L6, L8;Dmutw= 1.5%), La (L6, L7, L8;Dmutw= 13.7%),
Li (L6, L7; Dmutw = 3.8%) and Pr (L7, L8; Dmutw = 0.2%). In
addition, there is a mutual agreement between standard addi-
tion ICP-MS and INAA for Au (L7, L8, L9, L10; Dmutw = 5.0%), Co
(L6, L8, L9, L10; Dmutw = 5.6%), La (L7, L8, L9, L10; Dmutw =

8.4%) and Sm (L7, L10; Dmutw = 12.3%), and a mutual
disagreement for Dy (L7, L10; Dmutw = 39.6%); for La, L6 is in
agreement with L10 (Dmutw= 8.4%) and in disagreement with L9
(Dmutw = 15.4%). In case of Dy, the noteworthy discrepancy
observed between L7 (matrix-matched standard addition ICP-
J. Anal. At. Spectrom., 2024, 39, 2809–2823 | 2819
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Fig. 1 Pt, Dy, Gd, Sm, Ga, Pr, Pd and Au results obtained by the participating laboratories. Gray and black dots indicate data obtained with
candidate reference and routine methods, respectively. The (horizontal) dotted line (dash-dot) represents the reference mass fraction value and
the solid lines the corresponding expanded uncertainties (k = 2). The dotted lines (dash–dash) show the reference mass fraction value ± 20%.
Error bars indicate expanded uncertainties (k = 2). The right-hand y-axis shows the relative difference with respect to the reference value, Drefw.

2820 | J. Anal. At. Spectrom., 2024, 39, 2809–2823 This journal is © The Royal Society of Chemistry 2024
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Fig. 2 La, Li, Nd, Ta, Ag, Co, Ni and Cu results obtained by the participating laboratories. Gray and black dots indicate data obtained with
candidate reference and routine methods, respectively. The horizontal dotted line (dash–dot) represents the reference mass fraction value and
the horizontal solid lines the corresponding expanded uncertainties (k = 2). The horizontal dotted lines (dash–dash, where visible) show the
reference mass fraction value± 20%. Error bars indicate expanded uncertainties (k = 2). The right-hand y-axis shows the relative difference with
respect to the reference value, Drefw.

This journal is © The Royal Society of Chemistry 2024 J. Anal. At. Spectrom., 2024, 39, 2809–2823 | 2821
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MS) and L10 (k0-INAA) could be due to the combined effect of
a hidden systematic error and the large expanded uncertainty of
L10 value (22.5%). Since the L7 value is in full agreement with the
L5, L2 and L8 values, the origin of the systematic error might be
due to the fact that Dy content determined by L10 was very close
to the detection limit (about 3 mg g−1). The relative difference of
values observed in case of La measured by L6 (standard addition
with natural internal standard ICP-MS) and L9 (relative INAA) is
less striking and below 20%, which we consider in this study as
a threshold of evidence for discrepancy.

For what concerns candidate routine methods based on ICP-
MS external calibration, data collected by L3 (Au, Dy, Gd, La, Li,
Nd, Pr, Pt) and L2 (Cu, Sm) are outside the ± 20% of the
reference mass fraction. Excluding such cases, data are in
agreement with the reference value in case of Ag (L3; Drefw =

1.9%), Au (L2, L4, L5, L8; Drefw = −9.3%), Co (L1, L3, L5, L8;
Drefw=−3.6%), Cu (L3, L8; Drefw= 14.5%), Dy (L2, L5, L8; Drefw
= −7.3%), Ga (L1, L2, L3, L8; Drefw = 14.8%), Gd (L2, L5, L8;
Drefw = 2.9%), La (L1, L4, L8; Drefw = 2.9%), Li (L1, L4; Drefw =

−17.4%), Nd (L1, L2, L5, L8; Drefw = 9.7%), Ni (L1, L2, L3, L8;
Drefw = 5.9%), Pd (L1, L3, L4, L5, L8; Drefw = −14.9%), Pr (L1,
L2, L8; Drefw = 10.2%), Pt (L4, L5, L8; Drefw = −10.8%) and Ta
(L2, L3, L4, L5; Drefw = −7.1%); data are in disagreement with
the reference value in case of Au (L3; Drefw = 43.7%), Cu (L2;
Drefw = 20.6%), La (L5; Drefw = −10.9%), Li (L3, L5; Drefw =

−22.5%), Nd (L3; Drefw = −41.6%), Pd (L2; Drefw = −14.9%), Pr
(L3, L5; Drefw = −45.7%) and Sm (L2; Drefw = −20.9%); L2 was
the only participating laboratory using alkali fusion digestion
for Cu and Co quantication. A sound reason for the
outstanding discrepancies observed in most of the L3 deter-
minations has not yet been found. The remaining discrepancies
are close or below the 20% threshold and negligible in most
industrial applications requiring routine TCE measurements.

Mass fraction values for Ag, Au, Co, Cu, Dy, Ga, In, La, Li, Nd,
Ni, Pd, Pt, Sm, Ta and Ti in PCB are also reported in ref. 4 or 6
with mass fraction ranges (0.07–0.88) mg g−1, (0.04–1.41) mg
g−1, (0.13–0.54) mg g−1, (9–494) mg g−1, (21–189) mg g−1, (12–
267) mg g−1, (10–144) mg g−1, (0.5–6.3) mg g−1, (0.8–40.5) mg g−1,
(0.03–0.79) mg g−1, (1.8–82.9) mg g−1, (4–178) mg g−1, (1.1–25)
mg g−1, (0.6–4.1) mg g−1, (0.07–2.8) mg g−1 and (0.26–7.3) mg g−1,
respectively. Compared to these ranges, values for Ag, Cu,
Nd, Ni, Pd and Ta obtained in this study are within, values
for Co, La, Li, Sm and Ti are above and values for Au, Ga, In
and Pt are below; values for Gd and Pr were not reported in
either ref. 4 or 6.
5. Conclusion

Three ICP-MS reference methods adopting standard addition
calibrations and two INAA reference methods adopting k0 and
relative calibrations were independently developed and applied
by ve laboratories to measure selected TCE mass fractions in
powdered samples of a PCB material. Six additional ICP-MS
methods based on external standard calibrations were also
independently developed and tested to provide measurement
methods suitable for routine TCE measurements.
2822 | J. Anal. At. Spectrom., 2024, 39, 2809–2823
Twenty TCE were selected as target analytes. All except Rh
were quantied in the range within fractions of mg g−1 (Pt) and
0.1 g g−1 (Cu). In addition to the elements reported in ref. 4 and
5 we quantied Gd at the level of a few mg g−1.

Reference methods produced data in full mutual agreement
for Ag, Au, Co, Cu, La, Li, Pr, Sm and Ta with relative expanded
uncertainties ranging within 0.8% (La) and 7.2% (Ag), while
some disagreement was observed for Dy and La. In addition, all
but one of the routine methods produced data in agreement
with the reference value or within ± 20% of it.

Accordingly, the developed ICP-MS standard addition and
INAA k0 and relative methods are suitable to certify matrix
reference materials made from end-of-life PCB. Moreover,
analytical methods used in industries and research laboratory
working in WEEE recycling can be harmonized starting from
the ICP-MS external calibration methods here applied whose
performances are suited to the purpose of determining the
economic and strategic value of PCB through TCE
quantication.

In conclusion, this paper presented for the rst time fully
validated and traceable protocols for the analysis of TCE in PCB.
This advancement is particularly crucial given the current
geopolitical shis that are signicantly impacting the avail-
ability of raw materials and precious metals. The rapid accel-
eration of technology deployment globally further exacerbates
these challenges. In response, the MetroCycleEU consortium
has developed comprehensive methods to address this complex
matrix, thereby supporting recycling industries and measure-
ment laboratories in adopting these essential techniques to
benet society.
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