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Designing of suitable electrocatalysts for efficient alkaline hydrogen evolution reaction (HER) is
a challenging task owing to the additional energy consumption to disintegrate the H-OH bond in the
Volmer step. Under these circumstances, strong synergistic interactions between Ni/Co derivatives with
1T-MoS, can frequently accelerate the alkaline HER. This study addresses the challenge of designing
efficient electrocatalysts for the alkaline HER, focusing on minimizing additional energy consumption
during the Volmer step. A composite structure, 1T-MoS,-Ni(18), was synthesized using 1T-MoS, and
metallic Ni for effective alkaline HER catalysis. Rigorous physical characterization confirmed the
formation of an interfacial structure between 1T-MoS, and metallic Ni. The resulting composite
exhibited very good alkaline HER performance, requiring only a 120 mV overpotential for a standard
10 mA cm‘zgeo current density. The improved performance was attributed to feasible water dissociation
over the metallic Ni promoter, facile electron migration kinetics through the interfacial structure, and
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enhanced per-site activity. In addition, for the practical execution of an alkaline electrolyzer, NiS
nanoparticles were synthesized as an OER catalyst, exhibiting only a 310 mV overpotential (1.54 V vs.

DOI: 10.1039/d3ma01077e RHE) to attain a 10 mA cm 24, current density. The alkaline electrolyzer, (NiS (+)||1T-MoS,—Ni(18) (-)),
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delivered a 1.68 V cell potential to sustain a 10 mA cm’zgeo current density with excellent stability for

rsc.li/materials-advances up to 48 h.

Introduction

To accomplish the carbon-neutral fuel economy, the utilization
of green H, (hydrogen) as modern fuel is the most efficient way
out owing to its impressive specific energy (~142 MJ Kg ') and
emission of zero carbon derivatives.'™ In this context, acidic
(polymer electrolyte membrane) and alkaline water electroly-
zers are the most sustainable sources for clean H, production.*
Water electrolysis involves two individual half-cell reactions in
which cathodic and anodic half-cells consist of hydrogen
evolution reaction (HER) and oxygen evolution reaction (OER),
respectively.” Despite the Pt group of metals being at the
forefront for efficient HER electrocatalysts in acidic pH, their
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performances remarkably decline in alkaline conditions.®” The
additional energy consumption in the water dissociation step
(H-OH bond disintegration) creates substantial difficulty in
alkaline HER kinetics.*® Hence, the development of a compe-
tent alkaline HER catalyst is particularly in demand. Further,
it is essential to consider the following limiting factors while
designing the HER catalyst: (i) optimal free energy of hydrogen
adsorption (H(,q)), (ii) minimal energy consumption for
water disintegration, and (iii) limited affinity of active sites
towards developed hydroxyl centers (OH(,q)) to mitigate catalyst
poisoning.’

Recently, the design of interfacial structures through com-
posite formation using transition metal-based materials has
emerged as an effective strategy to achieve improved alkaline
HER. In this context, synergistic coupling between water disso-
ciation promoters (Ni/Co derivatives) and Pt is an efficient
approach to developing catalysts for the alkaline HER. The former
facilitates the water dissociation step, and subsequently, the latter
drives the HER process. " For instance, Subbaraman et al. reported
the Ni(OH),-Pt interfacial structure towards enhanced alkaline
HER activity. This study reveals that the Ni(OH), surface aids in
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the water-dissociation Volmer step (H,O + €~ — Hpqg) + OH™) to
produce H,q). Subsequently, the H,q) follows the Heyrovsky (Hq)
+H,0+te — H,+ OH") or Tafel (Hq) + Haa) — Hy) pathway to
produce H, on the Pt surface."* Similarly, Chen and coworkers
prepared a Ni(OH),-PtO, hybrid structure on Ti mesh, which
delivered excellent catalytic activity towards the alkaline HER. The
theoretical studies confirmed that the Ni(OH),-PtO, interfacial
structure displays an effectively low energy barrier for water
dissociation.” In another report, Sun et al., showed a superior
alkaline HER via NiCo hydrogen carbonate (NiCo(HCOs),)-
supported Pt nanoparticles. The NiCo(HCOj3), facilitates the water
dissociation process and thereby, strong electronic interaction
with Pt results in enhanced HER activity."* Pt, being an expensive
metal, necessitates the search for suitable alternative catalyst
materials that are less expensive yet efficient for catalyzing
the HER.

2D layered transition metal dichalcogenides (TMDs) are
emerging as potential candidates for catalyzing the HER in
acidic pH due to optimum hydrogen binding free energy
(AGy).**" In this context, MoX, (X = S, Se) with exposed edges
is highly effective towards HER catalysis.'®'” Among the differ-
ent phases of MoS,, the 1H and 2H-phases, in particular, are
semiconducting, thermodynamically stable, and have a hexa-
gonal lattice array. In these phases, the six S atoms are rear-
ranged to form a triangular prism-like structure where Mo is
placed at the center and covalently connected to the S atoms. In
addition, the 1H phase consists of a monolayer of MoS,
whereas in the 2H phase repeating patterns of hexagonal
geometry are observed.’®'® On the other hand, the 1T-phase
is metallic, thermodynamically meta-stable, and has an octahe-
dral coordination. The Mo atoms are positioned at the center of
the octahedral hole and sulfur atoms are rearranged above and
below the octahedral planes."®*° Especially, the metallic 1T-
MosS, displays promising catalytic performance as compared to
2H phases in an acidic medium.'®*"*> However, the catalyzing
efficiency of 1T-MoS, is highly compromised in alkaline con-
ditions due to the poor water dissociation kinetics.>*** Inter-
estingly, the doping of foreign substances into 1T-MoS, can
significantly modulate the alkaline HER performance. For
instance, 5% V doping into 1T-MoS, nanosheet enhances the
alkaline HER activity. The V aids in generating abundant active
sites as well as leads to almost zero AGy value. The material
required 173 mV overpotential to reach the standard 10 mA cm™>
current density.>> Combining 1T-MoS, with (Ni/Co)-based
materials also displayed efficient HER activity in an alkaline
medium. For instance, Liu et al. reported the improved alkaline
HER activity of Co-doped 1T-MoS, through a synergistic ligand
modulation strategy. The developed material required only
118 mV overpotential to attain a benchmark 10 mA cm >
current density.>® Similarly, the electrochemical performance
of 1T-MoS, was enhanced through interfacial engineering with
Co(OH),. The developed Co(OH),/1T-MoS, heterostructure
delivered 10 mA cm™? current density at a 151 mV over poten-
tial.>” Along with Co, Ni-based materials also serve as water
dissociation promoters to enhance the HER performance of
1T-MoS,. Particularly, nickel sulfide/hydroxide-based materials
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have been examined to improve the catalyzing power of 1T-MoS,
towards the alkaline HER. For example, Yu and co-workers have
developed Ni(OH), nanoparticle-decorated 1T-MoS, nanowires
that display excellent alkaline HER activity.® In another report,
1T/2H-MoS,-Ni;S, nanorods were reported for improved alkaline
HER activity. The material displayed a 73 mV overpotential to
attain a current density of 10 mA cm™ 2> Moreover, theoretical
studies show that Ni-based materials enhance the catalyzing
power of 1T-MoS, by significantly reducing the water decomposi-
tion energy barrier.>

However, reports on the use of metallic Ni with MoS, for
alkaline HER are scarce. The use of metallic Ni is advantageous
due to its low cost, high electrical conductivity, and facile
synthesis routes.***" Both theoretical and experimental studies
revealed that metallic nickel has significantly higher HER
activity as compared to other non-noble metals.*®*> This has
encouraged researchers to integrate electrocatalysts with metal-
lic Ni to improve their alkaline HER activity. For example,
Pattengale et al. recently studied the alkaline HER performance
of Ni single-atom-modified 1T-MoS,. In alkaline conditions, the
Ni single atom is initially converted into the NiS,O, species,
which reversibly transforms into catalytically active Ni° at the
basal planes of 1T-MoS, and thereby activates the basal planes
towards improved HER. The material shows excellent HER
activity of 76 mV to reach the standard 10 mA cm > current
density.®>® In another report, Xu et al. showed the improved
HER performance of 1T-2H-MoS, by utilizing Ni metal clusters.
Subsequently, a composite was prepared by combing the as-
synthesized 1T-2H-MoS,@Ni cluster with RGO. In this case, the
electronic energy states of the Ni clusters could supply addi-
tional electrons for better adsorption of hydrogen ions. Further,
the combination with RGO resulted in the effective lowering
of the hydrogen adsorption energy barrier and facilitated
better alkaline HER. The material achieved the benchmark of
10 mA cm 2 current density with an overpotential of only
92 mV.** Our idea is to use 1T-MoS, as a template for the
growth of metallic Ni. MoS,, being a layered structure, is
expected to provide more surface for the growth of metallic
Ni. Such growth is envisioned to result in compact Ni/MoS,
interfaces for an efficient alkaline electrocatalytic HER process.

In this work, first ammonia-intercalated 1T-MoS, was pre-
pared via a one-step solvothermal route, where thiourea was
used as both a sulfurizing agent and an ammonia source.
Subsequently, 1T-MoS,-Ni(X) (X = 9, 18, 27, 36) composite
structures were developed using a facile wet chemical route.
X denotes the amounts (mg) of NiCl,-6H,0 used for the synth-
esis of 1T-MoS,-Ni(X) composite structures. During the com-
posite structure formation, 1T-MoS, acts as a support matrix for
the uniform growth of metallic Ni. We emphasize that in the
absence of 1T-MoS,, the synthesis results in the formation of Ni
nanowires.*> The as-prepared composite materials showed
better alkaline HER performance as compared to individual
1T-MoS, and metallic Ni nanowires. The 1T-Mo0S,-Ni(18) com-
posite exhibited the lowest overpotential of 120 mV to attain the
standard 10 mA cm™ >, current density. The enhanced cataly-
tic performance of the 1T-MoS,-Ni(18) composite could be

© 2024 The Author(s). Published by the Royal Society of Chemistry
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attributed to (i) easy water disintegration step on the metallic
Ni surface, (ii) facile electron transfer kinetics, and (iii) improved
per-site activity through appropriate synergistic coupling between
1T-MoS, and metallic Ni. In addition, the as-prepared 1T-MoS,-
Ni(18) composite showed faster kinetics (Tafel slope 89 mV dec™ ")
as well as superior electrochemical stability for 24 h in 1 M KOH.
Further, for the demonstration of an alkaline water electrolyzer,
NiS was synthesized through a one-step hydrothermal route
and used as an OER catalyst. The as-prepared NiS consumed
~310 mV overpotential to attain the standard 10 mA cm_2geo
current density. Finally, an alkaline electrolyzer was constructed
using IT-MoS,-Ni(18) as the cathode and NiS as the anode
material, delivering a cell voltage of 1.68 V to sustain the bench-
mark current density of 10 mA em ™ %y, with 48 h stability in 1 M
KOH. Post-chronopotentiometric physical characterization of the
retained catalyst revealed the good mechanical robustness of the
1T-MoS,-Ni(18) composite structure and structural transforma-
tion of NiS into NiOOH after long catalysis.

Results and discussion
Phase and structural characterization

The synthetic protocol for the preparation of the composite
material is schematically illustrated in Fig. 1. Initially, the one-
step hydrothermal method was adopted to prepare 1T-MoS,
using ammonium heptamolybdate and thiourea as precursors.
On the other hand, metallic Ni nanowire was prepared via a hot
wet chemical pathway using nickel chloride as a precursor,
ethylene glycol as a solvent, and hydrazine hydrate as a redu-
cing agent. For the synthesis of the 1T-MoS,-Ni(X) composite
structure, the as-prepared 1T-MoS, was initially dispersed in an
ethylene glycol medium. Subsequently, different amounts of
nickel chloride solutions (9, 18, 27, 36 mg) were introduced into
the dispersed solution and stirred well. The resulting solution
was subjected to a similar wet chemical pathway to that used
for the Ni nanowire synthesis (see the details in ESIf). The
derived products were named 1T-MoS,-Ni(9), 1T-MoS,-Ni(18),
1T-MoS,-Ni(27), and 1T-MoS,-Ni(36). Among the different
composite structures, 1T-MoS,-Ni(18) displayed the best elec-
trocatalytic alkaline HER performances (vide infra). Therefore,
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1T-MoS,-Ni(18) was chosen for detailed physical characteriza-
tion. The powder X-ray diffraction (PXRD) analysis was carried
out to investigate the phases of the synthesized materials. The
PXRD pattern of the as-synthesized Ni nanowire was well
indexed to metallic nickel (JCPDS # 00-004-0850) with a cubic
crystal system (Fig. 2a). On the other hand, the PXRD pattern of
only MoS, matched the standard pattern of MoS, as well as the
literature reports.'®*® The broad nature of the peaks suggests
the presence of amorphous regions in the material. Interest-
ingly, the (002) plane was observed at 9.4° as compared to
14° for the bulk MoS,. In addition to the (002) plane, the
corresponding second-order diffraction, i.e., (004) plane, was
observed at 20 value 18.6°. This implies an increase in the
interlayer spacing as compared to the bulk (0.62), presumably
caused by the intercalation of some foreign moieties, such as
ammonia, formed through the dissociation of thiourea. Such
intercalation and the associated expansion of interlayer dis-
tance resulted in the formation of the 1T phase of MoS,
together with the 2H phase (vide infra). The asymmetrical
nature of the (110) and (100) planes signifies the presence of
limited turbostatic disorder.'”?” On the other hand, the dif-
fraction pattern of the 1T-MoS,-Ni (18) composite is similar to
that observed for 1T-MoS,. However, the observed (002) plane
of the composite further shifted to a lower 20 value (8.9°).
We believe that the observed shift is associated with the
additional intercalation of NH,"/NH; into MoS, layers caused
by the dissociation of hydrazine hydrate at high temperatures.
However, hardly any peaks for metallic Ni were noted in the
composite (Fig. 2a). Similar PXRD patterns were also observed
for composite structures up to 27 mg of Ni content (Fig. S1,
ESIT). Interestingly, when the metal content reached 36 mg, all
the diffraction peaks associated with individual metallic Ni
and 1T-MoS, became visible in the 1T-MoS,-Ni(36) composite
(Fig. S1, ESIf). This result supports the formation of the
composite structure.

FTIR and Raman analyses

The presence of ammonia in the 1T-MoS, structure was confirmed
through FTIR analysis. The peaks near 1624 cm ™', 1402 cm™ ', and
3136 cm ™" were assigned to the N-H symmetrical bending and
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Fig. 1 Schematic representation of the synthetic protocol to prepare the 1T-MoS,—-Ni(X) composite structure.
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Fig. 2 (a) PXRD patterns of the Ni nanowire, 1T-MoS, and 1T-MoS,-Ni(18) as compared with the standard patterns of MoS, (JCPDS File No. 01-075-

1539) and metallic Ni (JCPDS File No. 00-004-0850). (b) Raman spectra of the as-synthesized 1T-MoS, and 1T-MoS,—-Ni(18) composite material.

stretching modes in NH;, respectively (Fig. S2, ESIT).*®*° This
result confirms the presence of NH; presumably intercalated
between the MoS, layers. A similar result was noted for
1T-MoS,-Ni(18), indicating the retention of NH; intercalation
in the composite structure. To validate the formation of the 1T
phase of MoS,, Raman studies were performed. The existence
of the three major peaks, J; (144.8 cm™ ), J, (234.6 cm™ '), and
Js (335.7 em™") confirmed the formation of metallic 1T-MoS,
(Fig. 2b).*>*" The presence of the E;, mode at 280.3 cm ™' along
with the 194.7 cm ™' peak in the Raman spectrum further
supported the existence of the 1T phase in the as-synthesized
MoS,.”> The appearance of the weak-intensity E,, mode at
375.4 cm™ ' in the spectrum implies the existence of the
semiconducting 2H-MoS, as the minor phase**** Further, the
observed identical Raman active modes for the 1T-MoS,-Ni(18)
composite structure suggests the retention of the 1T phase of
MoS, in the as-synthesized composite network (Fig. 2b).

Morphological characterization

To gain insight into the surface textural properties of the as-
synthesized materials, FESEM (field emission scanning elec-
tron microscopy) and TEM (transmission electron microscopy)
analyses were performed. The FESEM images of 1T-MoS, dis-
play hierarchical agglomerated nanoflakes (Fig. S3a and b,
ESIt). On the other hand, in the case of metallic Ni, the
particles are assembled to form a nanowire-like architecture
with long-range connectivity (Fig. S3c and d, ESIt). However,
the 1T-MoS,-Ni(18) composite network acquired a floret-like
assembly due to the agglomeration of thin nanoflakes (Fig. S3e
and f, ESIT). Similar textural patterns were observed for other
composite structures as well (Fig. S4, ESIT). The formation of
the floret assembly is presumably due to different kinds of
inter-layer stacking interactions in the MoS,."” Close inspection
of TEM images showed the flake-like microstructure of 1T-MoS,
(Fig. 3a). HRTEM analysis indicated the presence of 002 crystal
planes of MoS, with a higher interlayer distance (0.86 nm)
(Fig. 3b). This is consistent with PXRD analysis and further
supports an increase in interlayer spacing, which is likely due
to the intercalation of NH; along the (002) planes. On the other

2808 | Mater. Adv, 2024, 5, 2805-2817

hand, the presence of circular rings in the corresponding FFT
pattern indicates the poor crystalline nature of the as-prepared
1T-MoS,. The TEM and STEM (scanning transmission electron
microscopy) images of metallic Ni show a nanowire-like texture
with some thin spikes sticking out from the surface (Fig. S5,
ESIY). Similar textural patterns were also observed in our earlier
report.>® The HRTEM analysis additionally supports the for-
mation of metallic Ni (Fig. S6, ESIf). TEM images of the 1T-
MoS,-Ni(18) composite structure display an isotropic flake-like
microstructure (Fig. 3¢ and d). Close inspection of the HRTEM
analysis indicated the distinguishable interfaces shared by
metallic Ni and 1T-MoS,. Particularly, the presence of the
(111) and (002) planes of metallic Ni and 1T-MoS, confirmed
the formation of the interfacial structure (Fig. 3e). The calcu-
lated interlayer spacing along the (002) plane (dy,) is 0.89 nm,
indicating additional NH,'/NH; intercalation between MoS,
layers. This observation is in good accordance with the PXRD
result. Further, the EDS study and the elemental mapping
analyses confirmed the presence of Mo, Ni, and S and their
uniform distribution in the 1T-MoS,-Ni(18) composite mate-
rial, respectively (Fig. 3f, (2j)).

Chemical state analysis

The chemical state information of the as-synthesized materials
was studied using X-ray photoelectron spectroscopy (XPS). The
XPS survey scan of 1T-MoS, confirmed the presence of Mo, S,
and N elements in the material (Fig. S7, ESIf). Further, the
deconvolution of the high-resolution Mo 3d spectrum displayed
four major peaks. The lower binding energy (BE) peaks located
at 228.6 eV (Mo 3ds,,) and 231.8 eV (Mo 3d3,) correspond to
Mo™ formations as well as support the presence of the metallic
or 1T phase of MoS,.*>*® In addition, two weak peaks were
observed at relatively high BE 229.5 eV (Mo 3d5/,) and 233.1 eV
(Mo 3ds,,). This observation corroborates the presence of the
semi-conducting 2H-MoS, along with the 1T-MoS, phase
(Fig. 4a).”” Also, two comparatively weak peaks were noted at
236.2 eV and 226.1 eV. This indicates the presence of Mo™®
(partial oxidation of Mo™) and S 2s in the as-prepared 1T-
MoS,.***® Similarly, the peak-fitted S 2p spectrum displayed

© 2024 The Author(s). Published by the Royal Society of Chemistry
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(a) and (b) TEM and HRTEM images of 1T-MoS,, respectively (the FFT patterns of the corresponding HRTEM images are shown in the inset

of figure b). (c) and (d) TEM and (e) HRTEM images of the 1T-MoS,—-Ni(18) composite material, (f) EDS analysis, and (g)-(j) elemental mapping study

of as-synthesized 1T-MoS-Ni(18) composite material.

two strong peaks at lower BE, positioned at 161.6 €V (2ps/,) and
163 eV (2p1/2). The observed BE values indicated the formation
of 1T-MoS, (Fig. 4b).*”*® Two additional weak peaks were
observed at 162.6 eV (2p 3/2) and 164 eV (2p 1/2), ascribed to
the S 2p of 2H-MoS,."”*" The aforementioned results suggest
the predominant formation of the metallic 1T phase of MoS, as
compared to the semiconducting 2H phase, which is in agree-
ment with Raman analysis. In addition, the deconvoluted N1s
spectrum displayed two peaks at 401.8 eV and 398.7 eV, which
are ascribed to the existence of NH," and NHj, respectively, in
the as-synthesized material (Fig. S8, ESI{).>*>?

The peaks at 395.6 eV and 394.5 eV indicated the formation
of the Mo-N bond and the existence of Mo3p;,, respectively, in
the as-prepared 1T-MoS, (Fig. S8, ESI{).”**> These results
support ammonia intercalation, preferably between the MoS,
layers, during the solvothermal growth process. Further, the
surface composition of metallic Ni nanowires was identified
through XPS analysis (Fig. S9, ESIt). The deconvoluted Ni 2p
XPS spectrum indicates the presence of both Ni’ and Ni*?
(Fig. 4c). The corresponding peak positions are shown in

© 2024 The Author(s). Published by the Royal Society of Chemistry

Table S1 (ESIt).>**°° The presence of Ni**> on the surface of
the Ni nanowire is most likely due to the partial oxidation of
metallic Ni’. Further, the detailed chemical composition of
the as-prepared 1T-MoS,-Ni(18) composite structure was deter-
mined through XPS. The survey scan confirmed the presence
of Mo, Ni, S, and O in the as-prepared composite material
(Fig. S10, ESIT). The deconvoluted Mo 3d scan revealed four
peaks, as observed for pristine 1T-MoS,. The peaks positioned
at 228.4 eV (3ds;,) and 232.1 eV (3d;),) are ascribed to the
presence of Mo™ as well as the 1T phase in the composite
network (Fig. 4d).°*"%* Two weak intensity peaks were noted at
229.6 eV. (3ds),) and 232.6 €V (3d3,), indicating the presence of
2H-Mo0S,.”"°%°>% The presence of Mo*® (peak at 235.5 eV) in
the composite is most likely due to the surface oxidation of
Mo™.%* Deconvolution of the S 2p spectrum resulted in two
strong peaks at 161.4 eV (2p 3/2) and 163.3 eV (2p 1/2) (Fig. 4e).
These peaks were assigned to S associated with the 1T phase of
MoS, in the as-prepared 1T-MoS,-Ni(18) composite structure.*”
In addition, two weak intensity peaks were noted at 162.5 eV
(2pss2) and 164.5 eV (2py)2), corresponding to the presence of

Mater. Adv.,, 2024, 5, 2805-2817 | 2809
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Fig. 4 High-resolution deconvoluted XPS scan of (a) Mo 3d, (b) S 2p for 1T-
as-prepared 1T-MoS,-Ni(18) composite material.

the 2H phase of MoS, in the composite.®> Further, the high-
resolution N 1s scan of the composite structure displayed peaks
at 398.1 eV and 399.5 eV, which are ascribed to the intercalated
NH; and NH,", respectively (Fig. S11, ESIT).>>°® This observation
manifests the excellent stability of the ammonia-intercalated 1T
phase of MoS, in the composite structure. Further, a peak-fitted
high-resolution Ni 2p XPS scan indicated the formation
of metallic Ni°. The noted peak positions are 852.2 eV and
869.3 eV, assigned to 2p;/, and 2p,,,, respectively, and the BE
values ascribed the formation of metallic Ni® in the as-prepared
1T-MoS,-Ni(18) composite network (Fig. 4f).>® Along with this,
two extra peaks were also noted at 855.1 eV and 872.7 eV
(BE difference of 17.6 eV), attributed to the presence of Ni*?
due to the partial oxidation of metallic Ni®.*” The above-
mentioned experimental evidence supports that the composite
structure (1T-MoS,-Ni(18)) was formed between 1T-MoS, and
metallic Ni°.

Electrochemical HER performance

To evaluate the electrochemical HER activity, all the catalyst
materials were initially preconditioned for 20 CV (cyclic voltam-
metry) cycles in freshly prepared 1 M KOH solution (see the
details in the ESIt). Subsequently, the backward cathodic
polarization curve (LSV curve) was considered to estimate the
required overpotential to reach the benchmark 10 mA em ™ %y,
current density.®” The backward LSV curve (100% manually
iR-corrected) shows that the as-prepared 1T-MoS,-Ni(18) com-
posite structure has better alkaline HER activity as compared to
individual 1T-MoS, and metallic Ni nanowires (Fig. 5a). The
measured overpotential value for the 1T-MoS,-Ni(18) compo-
site network is ~120 mV at —10 mA cm_zgeo current density,
which is much less as compared to individual 1T-MoS,
(243 mvV), as well as Ni nanowires (190 mV), but higher than
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standard Pt/C (25 mV) at the same current density (Fig. 5b).
The calculated overpotential values (@ —10 mA cm’zgeo) for
other composites like 1T-MoS,-Ni(36), 1T-MoS,-Ni(27), and
1T-MoS,-Ni(9) are 144 mV, 158 mV, and 138 mV, respectively
(Fig. S12a and b, ESIf). Thus, the 1T-MoS,-Ni(18) composite
material displays better catalytic performances among all
1T-MoS,-Ni(X) composite materials, and the measured over-
potential value is quite cognate with the recently reported
composite structures towards the alkaline HER (Table S6, ESIT).
Hence, the superior catalytic activity of all 1T-MoS,-Ni(X)
composite structures draws attention to the strong interfacial
coupling present in the composite structures between 1T-MoS,
and metallic Ni. On the other hand, the excellent alkaline HER
performances of the 1T-MoS,-Ni(18) composite structure
encourage us to evaluate the catalytic competency at higher
current densities. The close inspection of the LSV curve of
1T-MoS,-Ni(18) revealed that the composite material can attain
current densities of —25 mA ¢m %o, —50 MA cm 4o, and
—100 mA cm_2geo with overpotentials of only 160, 199 and
246 mV, respectively (Fig. S13, ESIY).

Mechanism

The Tafel slope analysis was performed to unveil the alkaline
HER kinetics as well as the reaction mechanism. The Tafel
slopes of the materials were evaluated from the manually 100%
iR-corrected backward cathodic LSV curves. The measured Tafel
slope values for 1T-MoS, and Ni nanowires were 109 and
117 mV dec ', respectively (Fig. 5c). This implies the poor
water-breaking kinetics (H,O0 + M + e~ — H* + OH™) of
individual 1T-MoS, and metallic Ni nanowires. Interestingly,
the corresponding value for 1T-MoS,-Ni(18) is 89 mV dec ',
suggesting enhanced interfacial HER kinetics in the composite
network. Further, literature surveys revealed that the HER proceeds

© 2024 The Author(s). Published by the Royal Society of Chemistry


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d3ma01077e

Open Access Article. Published on 08 February 2024. Downloaded on 1/25/2026 7:34:24 AM.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

Materials Advances

geo)

View Article Online

Paper

a 350
(Ao) 0 (b) £ 250] 243 (C) = 1T-MoS,
% 20 9 B 300]¢ 1T-Mos, - Ni(18)
£ = & wi i .
S £ S i nanowire vide
:é 40 s 200 190 E 2501 w/
. - c
z 60 5 150 E 200 47 mVIde
2 z 3 2 150
° C
s ——1T-MoS, 5 100 IEO B g .___‘_,,._..—-222\,’“‘3"
< s s
§ -100 ——Ni nanowire % = 2 g 100
5 —_1 T - Ni < 50 2
3 42 1T-MoS; - Ni(18) 5 £ 25 50 61 mvidec
—PtC 2 2 B L S
03 02 -1 0.0 g 9 Catalyst °= 7m 9 1.0 14 12
Potential ( V vs RHE| . - . . . -
stentiallvvs ) log | Current density (mAIcngeo)[
2 e
(d) 251 17 -Mos, - Ni(18) (e) NE& * 1T -MoS, (f) —~ 0.000
—e— Ni nanowire S s5]° 1T -Mos, - Ni(18) 8
20 4——1T -MosS, E 4 Ninanowire E —
—_— - O =Y.
E = 4 <
e N : L
8 R1 g3 20010
‘é’10- R2 E 3 S
= o 4 °
5 '3 £.0.0151 ——1T -Mos,
o 11 = ——1T -Mos, - Ni(18)
'12 o ——Ni nanowire
01 g0 . r . : . ~0.020
0 5. 10 15 20 25 < "0 20 40 60 8 100 03 -0.2 -041 0.0

Re (Z) (Ohm)

Scan rate (mV/Sec)

Potential (V vs RHE)

Fig. 5 (a) Cathodic backward polarization curves (100% iR corrected) of the materials measured at a scan rate of 5 mV s™%. (b) The bar diagram

corresponds to the overpotential value of the materials at a current density of —10 mA cm

’deo. (c) Tafel slope analysis. (d) Nyquist plots of the materials

estimated at 300 mV overpotential. (e) Linear fitting of the current (anodic) vs. scan rate plot for Cy estimation. (f) ECSA-normalized LSV of the material to

unveil the intrinsic activity.

through a three-step pathway in alkaline conditions. In the first
step (Volmer step), H,O dissociation reveals adsorbed hydrogen
species (H*). The Tafel slope associated with this step (H,O + M
(metal) + e- — H* + OH) is ~120 mV dec '. Eventually,
the H, generation takes place through two different pathways.
Another possible pathway is the Heyrovsky pathway (H* + H,O +
e~ — H,+ OH™, Tafel slope value ~40 mV dec™ ') where H* is
recombined with another H,O molecule with the aid of an
electron. The other pathway is known as the Tafel step where
the adsorbed hydrogens are combined (H* + H* — H,, Tafel
slope value ~30 mV dec ') and release the H,. Hence, the
observed Tafel value (89 mV dec™ ") of 1T-MoS,-Ni(18) indicates
that the reaction is most likely to follow the Volmer-Heyrovsky
mechanism.®® It is, therefore, reasonable to suggest that the
integration of metallic Ni with 1T-MoS, facilitates water disin-
tegration (Volmer step) kinetics in the composite structure,
resulting in enhanced HER performance. This observation is a
good analogy with earlier literature where metallic Ni serves as
a good HER catalyst.”>””" As such, it is relevant to propose that
in the composite structure, water dissociation happens over
metallic Ni under an alkaline environment, which ultimately
results in adsorbed hydrogen species (H*). Subsequently, the
resulting H* is expected to drift through the interface of
metallic Ni and 1T-MoS,. Finally, the close proximity to neigh-
bouring catalytically efficient edge sites of 1T-MoS, produces
H, under the Heyrovsky mechanism (Fig. S14, ESIt).

This validates the significance of synergistic coupling
between 1T-MoS, and metallic Ni towards improved HER
performance. Further, the interfacial charge transfer kinetics
of the as-synthesized materials were investigated through elec-
trochemical impedance spectroscopy (EIS) at an overpotential

© 2024 The Author(s). Published by the Royal Society of Chemistry

of 300 mV (Fig. 5d). The semicircle diameter of the Nyquist plot
reveals the requisite charge transfer resistance (R.) between
the interface of the electrode and electrolytic solution. The
obtained R values for the as-prepared 1T-MoS, and metallic Ni
nanowire are 20.1 and 8.4 Q, respectively. These results indicate
that electron migration is facile in metallic Ni as compared to
1T-MoS,. Interestingly, with an adequate quantity of Ni incor-
poration into 1T-MoS,, the as-prepared 1T-MoS,-Ni(18) com-
posite displayed an effectively low R, value (4.4 Q).

The above results further proved that the metallic Ni facil-
itates easier interfacial electron transfer kinetics between the
catalytic material and electrolyte and, thereby, promotes the
improved alkaline HER activity of the 1T-MoS,-Ni(18) compo-
site structure. The Nyquist plot and the corresponding R,
values of other composite materials are shown in Fig. S15
and Table S2 (ESIY). Further, to understand the electrochemical
active surface area (ECSA) of the materials, the double layer
capacitances (Cq;) of 1T-Mo0S,, metallic Ni, and 1T-MoS,-Ni(18)
composite material were calculated. The double layer is a
constructive electrical parameter used to estimate ECSA (see
the details in the ESI}). Initially, CVs of the materials were
recorded by varying the scan rates within the potential region of
—0.05 V to 0.05 V (at the non-faradaic region) at open circuit
potential (Eocp) (Fig. S16, ESIT). Subsequently, the plot of
anodic current density (j,) at Eocp Vs. scan rate (v) was made,
where the corresponding slope values provide the desired Cgy
values for the catalytic materials (Fig. 5e). The measured Cq
values for individual 1T-MoS, and Ni nanowires are 37, and
13 mF cm™?, respectively. The above results suggest that
metallic Ni has a significantly lower ECSA as compared to 1T-
MoS,. Interestingly, the 1T-MoS,-Ni(18) composite network
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displayed a Cgq; value of 29 mF cm ™2, which was slightly lower as
compared to 1T-MoS, but higher than metallic Ni. These results
motivated us to probe the intrinsic catalytic proficiency of the
as-synthesized materials through the ECSA-normalized back-
ward cathodic LSV scan (Fig. 5f). The Ni nanowire displayed
improved catalytic activity as compared to 1T-MoS,, indicating
the higher per-site activity of Ni nanowires. On the other hand,
for the 1T-MoS,-Ni(18) composite structure, superior catalytic
competency was observed, indicating improved per-site activity
of 1T-MoS, due to the optimal synergistic interaction with
metallic Ni nanowires. Therefore, it is reasonable to propose
that the metallic Ni simultaneously modulates the total number
of electrochemically active sites, as well as improves per-site
efficiency in the 1T-MoS,-Ni(18) composite structure. Therefore,
the enhanced HER performance of 1T-MoS,-Ni(18) could be
ascribed to the following: (1) better water disintegration over the
metallic Ni surface, (2) facilitating interfacial kinetics due to
optimal synergistic coupling between metallic Ni and 1T-MoS,,
(3) improvement in the potential of individual active sites of the
1T-MoS,-Ni(18) composite as compared to separate 1T-MoS, and
Ni nanowires, and (4) reduced electron migration resistance
between the composite material and the electrolyte solution.

To examine the robustness of the catalyst, a long-term
durability test of the 1T-MoS,-Ni(18) composite material was
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(a) A 24-h-long durability study (steady state CP test) at a current density of —10 mA cm™
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performed using steady-state chronopotentiometry (CP) and
accelerated degradation studies (ADS) (cyclic stability). The long-
term stability experiment was performed using Hg/HgO as the
reference electrode and graphite rod as the counter electrode.
The steady-state CP study of 1T-MoS,-Ni(18) was performed for
24 h at the current density of —10 mA em™ g, (Fig. 6a). The LSV
curves before and after the 24 h of the CP test revealed that only
23 mV of extra potential was required to maintain the same
—10 mA cm %y, current density (Fig. 6b). This observation
further authenticates the superior mechanical robustness of the
as-synthesized 1T-MoS,-Ni(18) composite structure. In addition,
we performed the stability test of the as-prepared 1T-MoS, and
observed that although it has poor catalytic activity, it is quite
stable in the alkaline medium for a long period (Fig. S17, ESIY).
In addition, the ADS (cyclic stability test) experiment of 1T-MoS,-
Ni(18) was also carried out by the continuous execution of
2000 CV cycles in the voltage window of 0 to —0.2 V (vs. RHE).
The comparison of LSV curves between the 1st and 2001st cycle
showed that the 1T-MoS,-Ni(18) composite demands only an
additional 16 mV overpotential to sustain the —10 mA cm’zgeo
current density (Fig. 6¢c). The above-mentioned results further
support the superior mechanical stability of the 1T-MoS,-Ni(18)
composite even after long-term electrocatalysis performed in
strongly alkaline conditions.
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To fabricate an efficient alkaline electrolyzer, a good OER
electrocatalyst is also required to display impressive two-
electrode performance. In this context, we have synthesized
NiS nanoparticles by reacting NiCl,-6H,0 solution (1 ml) with
thiourea and hydrazine in an ethylene glycol medium using a
solvothermal process. (See details in the Experimental section
of the ESI.T) The PXRD analysis revealed that the as-synthesized
material matched well with the standard pattern of NiS (JCPDS
File: 01-086-2281.) This confirms the phase purity of the
material (Fig. S18, ESIT). In addition, FTIR spectroscopy was
performed to understand the chemical functional groups pre-
sent in the NiS material. The sharp vibrational band near
1098 cm ™" corresponds to the asymmetrical stretching mode
of NiS. Two additional bands were observed at 768 ecm™" and
620 cm ™', which were attributed to the symmetrical stretching
mode of NiS (Fig. $19, ESIT).”>”® The XPS study was performed
to understand the chemical state information of the synthe-
sized NiS material. The XPS survey scan confirmed the presence
of Ni, S, and O in the material (Fig. S20, ESIT). The presence of
oxygen (O) in the survey scan may be attributed to adsorbed
water molecules on the surface of NiS. Moreover, the high-
resolution deconvoluted Ni 2p spectrum indicated the
co-existence of Ni*> and Ni** (Fig. S21a, ESIf). The formation
of Ni*? is most likely due to the partial surface oxidation of the
exposed Ni centers on the surface of the catalyst. For instance,
Wu et al. recently observed similar Ni*® formation in B NiS.”
Further, the deconvoluted S 2p confirmed the formation of $>~
(Fig. S21b, ESIT).”® The respective peak positions of the corres-
ponding high-resolution XPS spectra are shown in Table S3
(ESIt). The above-mentioned experimental results prove the
formation of NiS. Further, the surface textural properties of the
as-synthesized NiS were investigated by the FESEM study. The
FESEM images divulged a random particle-like morphology
with an average particle size of ~30-50 nm (Fig. S22, ESIt).
The elemental mapping analysis displays a uniform distribu-
tion of Ni and S in the material (Fig. S23a and b, ESIt). The EDS
study showed that the atomic composition of Ni and S is
50.6:49.3, which further authenticates the formation of NiS
(Fig. S23c and d, ESIf).

Electrochemical OER activity

The electrochemical proficiency of the as-synthesized NiS as an
OER catalyst was investigated in 1 M KOH solution at room
temperature by drop-casting it over the carbon paper substrate
(0.5 ecm x 0.5 cm). The details of the catalyst loading and
reaction conditions are provided in the ESI.{ Prior to determin-
ing the catalytic efficiency, the NiS electrode material was
preconditioned within the potential range of 1 to 1.7 V vs.
RHE with a high scan rate of 50 mV s~'. Subsequently, the CV
was recorded at a low scan rate of 5 mV s~ ', which displayed a
distinct redox peak located at 1.48 V (without iR correction) and
1.43 V (with 100% iR correction) corresponding to Ni“*/Ni™
redox behaviour (Fig. S24, ESIt).”® Further, the (iR-corrected)
backward anodic polarization curve of NiS revealed that an
overpotential of about 310 mV (1.54 V vs. RHE) was required to
attain the benchmark current density of 10 mA cm ™y, (Fig. 6d).

© 2024 The Author(s). Published by the Royal Society of Chemistry
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NiS also displayed overpotentials of 340 mV, 370 mV, 390 mV and
400 mV at current densities of 25, 50, 75, and 100 mA cmfzgeo
(Fig. S25, ESIT). However, the 1T-MoS,-Ni(18) sample displayed
very poor OER activity (Fig. S26, ESIt). These results indicate
the suitability of NiS as an OER catalyst. To evaluate the OER
kinetics, Tafel slope analysis was performed using a 100% iR-
corrected backward LSV curve. The as-prepared NiS displayed a
Tafel slope value of 74 mV dec™ ', suggesting good OER kinetics
(Fig. S27, ESIY). To study the charge transfer resistance, an EIS
study was conducted for NiS (Fig. S28, ESIt). The Nyquist plot
and the corresponding experimental parameters are shown in
detail in Table S4 (ESIt). The above-mentioned results suggest
that NiS nanoparticles are good OER electrocatalysts in an
alkaline medium.

Overall water splitting activity in alkaline medium

An alkaline electrolyzer was demonstrated using 1T-MoS,-
Ni(18) as a cathode and NiS as an anode material in 1 M
KOH at room temperature (Fig. S29, ESIt). The individual NiS
and 1T-MoS,-Ni(18) composite material required 1.54 V and
—0.120 V vs. RHE to deliver 10 mA cm_zgeo current density
towards OER (anodic) and HER (cathodic) half-cells, respec-
tively (Fig. 7a). The overall CV of the alkaline electrolyzer (two-
electrode configuration) is shown in Fig. S30 (ESIt). Further,
the backward LSV scan (recorded at 5 mV s~ scan rate) for
NiS(+)||1T-MoS,-Ni(18)(—) electrolyzer indicated that an over-
potential of about 450 mV (1.68 V cell voltage) is required to
attain a current density of 10 mA cm™ 2y, in 1 M KOH (Fig. 7b).
The calculated cell potential value was slightly higher than the
commercially available RuO,(+)||Pt/C(—) electrolyzer, up to a
current density of 25 mA cm’zgeo. However, at a relatively
higher current density (50 mA cm ™ ?g,), the NiS(+)||1T-MoS,-
Ni(18)(—) electrolyzer displayed better catalytic proficiency (cell
voltage 1.87 V) as compared to the standard RuO,(+)||Pt/C(—)
electrolyzer (cell voltage 1.93 V) (Fig. 7c). Further, for practical
viability, the long-term durability of the alkaline electrolyzer
was monitored through a steady-state CP test at the current
density of 10 mA ¢cm ™ ?g,. The voltage response was almost
constant, even after a 48-h-long catalytic study, indicating
excellent stability (Fig. 7d). In addition, the LSV curves before
and after the durability study revealed a slight rise in the
overpotential value of 10 mV to maintain the same current
density (Fig. 7e). This observation further authenticates the
mechanical robustness of both NiS and the 1T-MoS,-Ni(18)
composite material towards total water-splitting reactions. The
alkaline electrolyzer with NiS and 1T-MoS,-Ni(18) as the anode
and cathode materials, respectively, is demonstrated in Fig. 7f.

Post electrochemical characterization

Different post-physical characterizations were performed to
recognize any structural alteration in the 1T-MoS,-Ni(18) and
NiS after the course of long electrocatalysis. In this context,
PXRD analysis was performed on the catalyst-coated carbon
paper substrate to examine possible alterations in the phase of
the 1T-MoS,-Ni(18) composite structure. The PXRD pattern
of the 1T-MoS,-Ni(18) composite showed hardly any change
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(Fig. S31, ESIt). This observation indicated the retention of
intercalation in the composite structure, even after an extended
stability experiment. The post-FTIR study of the 1T-MoS,-
Ni(18) composite material showed the retention of the N-H
bending mode. This indicates the existence of intercalated
ammonia even after long catalysis (Fig. S32, ESIt). The XPS
study on the catalyst after the extended durability test revealed
no significant change in the chemical state. The deconvoluted
Mo 3d and S 2p spectra indicated the presence of the metallic
1T phase of MoS, along with 2H-MoS, in the composite
material (Fig. S33a and b, ESIt). This observation indicates
the excellent mechanical stability of 1T-MoS, in the composite
even after a prolonged electrocatalytic alkaline HER. The
deconvoluted Ni 2p spectrum also manifested the existence of
metallic Ni (Ni°) (Fig. S33c, ESIt). The high-resolution N 1s XPS
scan indicated the presence of NH;/NH," in the post-catalyst
material, which additionally supports the stability of ammonia
intercalation in the 1T-MoS,-Ni(18) composite (Fig. S33d,
ESIt). The microstructural change after the catalysis was inves-
tigated by FESEM and TEM analyses. The post-catalytic FESEM
study of the 1T-MoS,-Ni(18) composite structure revealed
hardly any alteration in the surface textural patterns (Fig. S34,
ESIT). In addition, the post-stability TEM images also displayed
an isotropic flake-like architecture, indicating the microstruc-
tural robustness of the material (Fig. S35, ESIT). These results
indicate the robustness of the 1T-MoS,-Ni(18) composite
catalyst for the long-term electrocatalytic alkaline HER process.
On the other hand, the post-catalytic FESEM images of NiS

2814 | Mater. Adv,, 2024, 5, 2805-2817

hardly showed any observable changes in the morphology
(Fig. S36, ESIt). However, the post-XPS analyses of NiS displayed
significant catalytic transformations. For instance, the high-
resolution peak-fitted Ni 2p XPS spectrum displays the pre-
sence of Ni*®. However, hardly any Ni*> signals were observed,
suggesting that during anodic oxidation, all Ni** ions were
transformed into Ni*® (Fig. S37a, ESIf). Further, the post-cata-
Iytic O1s spectra revealed the existence of a hydroxyl group (OH)
at 530.8 eV (Fig. S37b, ESIT).”” This observation indicates the
(oxy)hydroxide (MOOH (M = Ni)) formation after the OER
catalysis. On the other hand, the XPS spectrum of S 2p showed
no observable signal, indicating etching from the as-prepared
NiS material in 1 M KOH during the anodic oxidation process
(Fig. S37c, ESIt). A similar observation was reported in earlier
studies.”® Fig. S37d (ESIt) displays a comparison of S intensity
before and after the stability test. Hence, the results mentioned
above indicate the transformation of NiS into NiOOH during
the water oxidation process. The peak positions of the respec-
tive elements are shown in Table S5 (ESIt). This catalytic
transformation is analogous to previous nickel chalcogenide
literature where catalytic materials are usually converted into
active NiOOH species during the OER.”®”?7! The post-stability
EDS study of NiS revealed the presence of O and the absence of
S, which additionally supports the etching of sulfur moieties
during OER and validates the XPS results (Fig. S38, ESIt). The
results suggest that the surface of NiS is catalytically trans-
formed into active NiOOH species during the anodic oxidation
process, which displays excellent alkaline OER performance.

© 2024 The Author(s). Published by the Royal Society of Chemistry
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Conclusions

This work presents a two-step synthetic approach to preparing
the 1T-MoS, composite with metallic Ni for improved alkaline
HER performance. Initially, different quantities of aqueous
NiCl,-6H,0 were introduced into the dispersed 1T-MoS, (in
ethylene glycol medium). Subsequent reaction with hydrazine
under a wet chemical synthesis route resulted in the formation
of the 1T-MoS,-Ni(X) composite structure. The detailed struc-
tural and morphological analyses of the 1T-MoS,-Ni(18) com-
posite proved the formation of an interfacial structure between
metallic Ni and 1T-MoS,. The as-prepared 1T-MoS,-Ni(18)
composite structure displayed excellent alkaline HER activity
as compared to individual 1T-MoS, and metallic Ni nanowires.
The feasible water-disintegration kinetics, facile electron
migration through the interfacial structure, and the improve-
ment in the per-site activity are the main reasons for the noted
enhanced alkaline HER performances of the composite struc-
ture. For the practical demonstration of an alkaline electrolyzer,
NiS nanoparticles were synthesized and used as an OER
catalyst. Finally, an alkaline electrolyzer was constructed using
the as-prepared NiS as the anode and 1T-MoS,-Ni(18) as the
cathode material. The electrolyzer exhibited a 1.68 V cell
potential to attain the standard 10 mA cm™ >y, current density
and was sustained for 48 h, demonstrating long stability with-
out any major performance drop. The superior stability of the
materials indicates their suitability for real applications. To the
best of our knowledge, this is the first detailed study on the
interfacial structure shared between metallic Ni and 1T-MoS,
for alkaline HER applications through composite formation.
This synthetic scheme could be extended to make composites
with other metals for electrocatalytic applications.
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