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1. Introduction

Design, characterization, and release profile of a
cannabidiol (CBD)-rich polyvinyl alcohol
hydrogelf

Shujun Cui,x*® Maryam Bahraminia,*°> Mahmoud Rouabhia, 2 *?
Abdelhabib Semlali,® Francois Béland® and Ze Zhang"®

Cannabidiol (CBD) has been reported to have a plethora of therapeutic opportunities in many diseases.
Current CBD delivery systems include suspension, emulsion, or nanoparticles, which enable the rapid
release of CBD. However, in some cases, long-term exposure to drugs is preferred, such as in
controlling inflammation. This study aimed to prepare a CBD-rich hydrogel that exhibits controlled and
sustained release of CBD while maintaining CBD bioactivity. Herein, PVA mixed with propylene glycol
(PG) or vegetable glycerine (VG) in the presence of CBD were used to fabricate hydrogels through a
cyclic freeze—thaw process. The successful loading of CBD inside the PVA gel was macroscopically
demonstrated by the uniform pink color of the gel and chemically identified by the characteristic
absorptions of CBD at 1630 and 1585 cm™! in Fourier transform infrared spectroscopy (FTIR). Scanning
electron microscopy (SEM) revealed small, fine pores dispersed throughout the gels when PG or VG was
added. Differential scanning calorimeter (DSC) curves showed that the gels containing VG were more
amorphous than those without VG. Thermogravimetric analyzer (TGA) results showed that the CBD-
containing gels were stable up to 100 °C when they started to lose water and up to about 200 °C when
they started to lose other molecules such as PG, indicating a good shelf-life. A compression test
showed that the hydrogel was soft and could tolerate more than 60% deformation and 45 kPa pressure.
CBD in vitro release assessment through ultraviolet-visible (UV-vis) spectrophotometer and UPLC-MS/
MS analysis demonstrated that the hydrogel can continually release CBD for at least 24 h. Adding VG
could significantly reduce PVA crystallinity and promote the release of CBD from the hydrogel into an
aqueous solution; adding PG and VG together can regulate the release rate of CBD. Finally, 2,2-
diphenyl-1-picrylhydrazyl (DPPH) assay proved that the CBD released from the hydrogels through 24 h
had good antioxidant activity. Considering the biocompatible nature of PVA, the CBD-enriched PVA
hydrogels developed in this study can be used to topically deliver CBD to tissues or the body to treat
inflammation and promote wound healing.

evidence suggests that CBD-rich treatment has a beneficial
impact on pain, anxiety, and depression symptoms as well as

Cannabidiol (CBD) is the second most prevalent active ingre-
dient in cannabis (marijuana), and according to the World
Health Organization report, CBD exhibits no effects indicative
of abuse or dependence potential in humans."? Real-world
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overall well-being.>”® What’s more, studies have shown that
CBD has direct and indirect antioxidant and anti-inflammatory
effects.” The human body is subjected to various conditions
(stress, autocrine/endocrine changes, exposure to exogenous
stimuli, etc.) leading to organ and tissue inflammatory disor-
ders, such as those in the skin and the oral cavity.>* CBD
products are therefore expected to become promising choices
in controlling such tissue inflammation.

Due to their distinctive characteristic properties, such as
biocompatibility, hydrophilicity, viscoelasticity, softness, and
permeability to oxygen and nutrients, hydrogels are very attrac-
tive in drug delivery."®™*> A CBD-rich hydrogel could be appro-
priate for a better-controlled delivery of CBD."®

© 2024 The Author(s). Published by the Royal Society of Chemistry
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Poly(vinyl alcohol) (PVA), a non-toxic and water-soluble
polyhydroxy polymer, offers a hydrophilic surface compatible
with living tissues. Furthermore, the porosity of PVA hydrogels can
be tailored by physical or chemical cross-linking. These properties
have prompted PVA to be used in biomedical applications such as
drug delivery, wound dressing, and tissue engineering."*™"”

This study investigates CBD-rich hydrogels by embedding
CBD into a physically cross-linked PVA hydrogel matrix to
control the release profile. The hydrogels retained CBD and
released it into an aqueous solution stably. The prepared CBD-
rich PVA hydrogels may have the potential as a drug carrier for
the treatment of tissue inflammation.

2. Materials and methods

2.1 Reagents

PVA (#34584, Sigma-Aldrich). Sodium dodecylbenzenesulfonate
(DBS, #289957, Sigma-Aldrich). Propylene glycol (PG, #398039,
Sigma-Aldrich). Vegetable glycerine (VG, #1.04057, Sigma-
Aldrich). High-purity grade CBD was extracted from cannabis
biomass and purified by SiliCycle Inc. (Quebec, Canada).

2.2 Preparation of hydrogels

The composition of the hydrogels is shown in Table 1. For the
PVA-PG-VG, the ratio between PG and VG was 2.5:2.5 to make
5% in total, which is comparable with the other two formulations
containing PG or VG. Firstly, PVA, DBS, PG, VG, or PG-VG were
added to distilled water to generate a mixture in a conical centri-
fuge tube. The mixture was autoclaved under 121 °C for 20 minutes,
stirred vigorously, and then cooled to room temperature. Afterward,
0.5 mL of the mixture was supplemented with 7.3 UL of CBD (3 mg),
homogenized, and transferred to the wells of the 12-well tissue
culture plates. The plates were subjected to 8 cycles of freeze-thaw.
Each cycle includes a one-hour incubation at —80 °C to freeze the
solution and a thawing period at room temperature. The prepared
hydrogels were then used for subsequent experiments.

2.3 Morphological structure of the hydrogels

Morphological and structural characters are important because they
are directly associated with hydrogel functions such as drug-
releasing behaviors, and will shed light on the other properties
such as visual shape, color, shrinking or not, water absorption, etc.'®

Following the freeze-thaw cycles, the specimens were taken
out of the wells and examined manually to verify the formation
and handleability of the hydrogels. They were also inspected
visually to record the color, knowing that the solutions supple-
mented with CBD were pinkish. The hydrogels were dried at

Table 1 Composition of the hydrogels

PVA DBS PG VG CBD
Samples % W) % WwN) %N % (VN mgmL'
PVA 10 5 — — 6
PVA-PG 10 5 5 — 6
PVA-VG 10 5 — 5 6
PVA-PG-VG 10 5 2.5 2.5 6

© 2024 The Author(s). Published by the Royal Society of Chemistry
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room temperature to a constant weight to evaluate how hydro-
gel formulations affected hydrogel shrinkage. The dried speci-
mens were then incubated in phosphate-buffered saline (PBS)
for 24 h, to assess the possibility of rehydrating them. For
microscopic observations, the freeze-dried hydrogels were
sputter-coated with gold (Fison Instruments, Polaron SC500,
Uckfield, UK), and then subjected to scanning electron micro-
scopy (SEM, model JSM-133 6360LV, JEOL, Tokyo, Japan)
analysis at 15 kV of accelerating voltage. The samples were
snap-frozen in liquid nitrogen to avoid creep deformation at
cross section before being fractured. After careful observations,
photomicrographs of various magnifications were taken from
the representative locations of the surfaces and cross sections.

2.4 Water content and rehydration ratio of the hydrogels

Diverse medical applications require versatile hydrogels,
including the one that can be dehydrated and hydrated. Dehy-
dration allows easy storage, while hydration permits a soft
tissue-like hydrogel, minimizing the frictional irritation with
surrounding soft tissue.'® Furthermore, the drug release rate is
highly dependent on the network parameters as well as the
water content of the swollen hydrogel.*

Because we intend to design a CBD-rich hydrogel for possi-
ble use in clinics, the analysis of the water content and
rehydration of our hydrogels are important.

The water content of the hydrogels was determined gravime-
trically. The wet weight (W,,) was measured after removing the
surface moisture of the hydrogel by wiping it with a lens cleaning
paper. The samples were then dried at atmosphere (25 °C, 50%
humidity) until constant weight, then the dry weight (W4) was
recorded. The dried gels were finally placed in PBS for 24 h for
rehydration, and the rehydrated weight (Wy;,,) was recorded after
wiping out the surface water. The water content was calculated
according to the formula (1), and the rehydration ratio was
calculated according to the formula (2). Measurements were
performed 6 times for each type of hydrogel, and the results were
expressed as the means + standard deviations, shown in Table 2.

Water content (wt%) = 100 x (W, — Wa)/W,, (1)

Rehydration ratio (wt%) = 100 X (Wyny — Wa)/Wyy  (2)

2.5 Mechanical properties of the hydrogels

Hydrogels should have the appropriate mechanical properties
(compressibility/rigidity) of soft tissue to mimic mammalian
soft tissue.?* Thus, we carried out compression tests to evaluate
the mechanical properties of the hydrogels. To perform the test,
hydrogels of 25 mm in diameter (Fisherbrand™ Traceable™

Table 2 Water content and rehydration ratio of the CBD-rich hydrogels

Hydrogel Water content (%) Rehydration ratio (%) Swelling ratio (%)
PVA 83.4 + 0.2 77.6 £ 0.3 346.6 + 5.1
PVA-PG 79.9 £ 0.2 76.6 £ 2.7 331.8 £ 25.6
PVA-VG 77.8 £ 0.3 72.0 £ 0.8 257.0 £ 6.0
PVA-PG- 78.9 £0.2 75.0 £ 1.2 300.5 £ 7.0

VG
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Digital Calipers) and 1 mm in thickness (MTG-DX2, Rex Gauge
Company, Buffalo Grove, IL, USA) were compressed through
dynamic mechanical analyzer (DMA) (RSA-3, TA Instruments,
New Castle, DE) at a rate of 0.01 mm s~ until sample failure or
maximum load of the DMA. The force was measured using a
3500 g load cell. All the tests were done at room temperature
with a relative humidity of 50%. The Young’s modulus, which
represents material rigidity, was obtained from the slope of the
initial linear part of the stress-strain curves.

2.6 FTIR characterization

Fourier-transform infrared (FTIR) spectroscopy can identify
multiple substances in a drug sample. FTIR also provides a
fast, easy, accurate, and economical way to ascertain the
presence of laboratory-grade cannabis products inside a drug
carrier.>®> As our hydrogels contain cannabis derivatives, we
performed FTIR analysis to demonstrate the presence of CBD in
the hydrogels. Briefly, the hydrogels with and without CBD were
air-dried and subjected to infrared spectral characterization.
The Fourier transform infrared (FTIR) spectra of the hydrogels
were recorded with a Nicolet Magna-IR 550 spectrophotometer
(Nicolet Instrument, Madison, USA) in attenuated total internal
reflectance (ATR) mode. The specimens were pressed against a
hemispherical silicon crystal and scanned 64 times between
400 and 4000 cm™" at a resolution of 4 cm™". Considering the
thickness of the membrane (ca. 300 um) and the sampling depth
of the silicon crystal (ca. 2-15 pm and is wavelength dependent),
this analysis can be considered a surface analysis.>?

2.7 Thermal analysis

Thermogravimetric analysis (TGA) and differential scanning
calorimetry (DSC) are routinely used in material analysis,
providing essential information about material thermal beha-
viours and how the substances in a composite interact.

The thermogravimetric analyzer TGA/SDTA 851e (Mettler-Toledo,
Mississauga, Ontario, Canada) and differential scanning calorimeter
(DSC 823, Mettler Toledo, Mississauga, Ontario, Canada) were used
to characterize the thermal behaviors of the hydrogels. Briefly, 5-
10 mg of dried hydrogel was heated at a rate of 10 °C min~" from
25 to 800 °C for TGA and 0 to 260 °C for DSC in the atmosphere of
nitrogen flowed at a rate of 20 mL min~". The TGA and DSC tests
were run in triplicate for each sample. Data analysis was performed
using the instrument manufacturer’s STARe software.

2.8 CBD release test

Hydrogels are cross-linked three-dimensional networks that can
effectively release drugs sustainably.>* The use of hydrogels as a
depot for local delivery of drugs is an approach that has gained
momentum in the past decade, particularly when pathology is
contained and localized.® As our hydrogel intends to deliver
CBD to soft tissue, it is critical to evaluate the release profile of
the CBD. Briefly, a PBS solution was prepared as the release
buffer. Each hydrogel was transferred to a well of a sterile 12-well
plate containing 0.5 mL of PBS per well and incubated continu-
ously at 37 °C for 1, 2, 4, 6, 12, and 24 h. At each time point, the
PBS solutions were collected and replaced with another 0.5 mL
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of fresh PBS solutions. With this procedure, we can measure the
release at 1, 2, 4, 6, 12, and 24 h. After the last incubation in PBS,
each hydrogel was incubated for 2, 4, 6, and 24 h in 0.5 mL
methanol, with a collection of the methanol and its replacement
by fresh (0.5 mL) methanol at each time point. The incubation of
the hydrogels in methanol allowed the residual CBD to be
extracted from the hydrogels after PBS incubation. All solutions
were analyzed using an ultraviolet-visible (UV-vis) spectral photo-
meter (iMark™ Microplate Absorbance Reader, Bio-Rad, Canada).
Methanol solutions containing 0, 0.166, 0.332, 0.581, 0,747, and
0.996 pg mL~' of CBD were used to plot the CBD calibration
curve. The CBD release was confirmed by UPLC-MS/MS analysis.

2.9 UV-vis spectral measurement of CBD

™

The amount of CBD was measured using an iMark™ Microplate
Absorbance Reader (Bio-Rad, Canada) in absorbance mode.
Briefly, three replicates of 100 pL of PBS or methanol solutions
collected in the CBD release experiment were transferred to a
Sarstedt 3924 96-well standard microplate (polystyrene, flat-base,
SARSTEDT Company, Niimbrecht, Germany), and the absorbance
between 200 and 600 nm was recorded. The MPM6 software
(Bio-Rad, Canada) was used to adjust parameters and record data.
The experiment was repeated three times. The CBD standard
curve was used to quantify CBD in the solutions. The total amount
of CBD refers to the CBD released in PBS plus the CBD released in
methanol. The percentage of release was calculated by dividing
the CBD released into a solution with the total amount of CBD
and multiplying it by 100.

2.10 UPLC-MS/MS analysis of the CBD from the hydrogels

Supernatant collected from each hydrogel was used to measure
the levels of released CBD. The measurements were performed
by TransBioTech (Quebec, Qc, Canada). The following chemicals
were used: methanol (MeOH), ethyl acetate, formic acid, aceto-
nitrile, and isopropanol (Fisher Scientific). A CBD standard curve
was generated using a CBD solution at 1.0 mg mL™* (Sigma
Aldrich Canada Ltd). To measure the levels of CBD in our
samples, 100 uL of each supernatant was mixed with 400 pL of
H,0, plus 500 pL of ethyl acetate, mixed for 20 s, and then
centrifuged for 5 min in a microfuge. The supernatant was
transferred to a reduced surface activity (RSA) vial. The extraction
with ethyl acetate was repeated once more, then the super-
natants were combined in the RSA vial and evaporated in a dry
atmosphere under nitrogen at 30 °C. After drying, 100 pL of
MeOH/H,0 (80%/20%) solution was added to the RSA tube,
mixed then incubated in an ultrasound bath for 5 min. The
solution was then injected in Ultra-high performance liquid
chromatography-MS/MS (UPLC-MS/MS) (UPLC Waters Xevo
TQ-S micro). A standard curve was prepared using various
concentrations (0.5 up to 500 ng mL™') of CBD. All samples
were analyzed using a Phenomenex Luna OMEGA C18, 2.1 x
150 mm, 1.6 pm reversed-phase column, at 40 °C. The mobile
phases and gradient were as follows: mobile phase A: 0.1% formic
acid in H,O; mobile phase B: 0.1% formic acid in acetonitrile/
isopropanol (80/20). Flow rate: 0.3 mL min~". The programmed
step gradient was 55% B over 2 min, 55-100% B over 7 min, and

© 2024 The Author(s). Published by the Royal Society of Chemistry
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100-55% B over 0.1 min. MS parameters in positive mode:
desolvation temperature: 450 °C; desolvation gas flow: 800 L h™%;
source temperature: 150 °C; impactor: 2 kV; cone: 40 V, collision:
20 V. Collected values were used to determine the level of CBD in
each supernatant, based on the standard curve.

2.11 Antioxidant activity test

The free radical scavenging activity of the CBD released from the
hydrogels was evaluated by 2,2-diphenyl-1-picrylhydrazyl (DPPH)
assay. Briefly, 0.2 mM fresh solution of DPPH in methanol was
prepared, and an aliquot of 150 pL of the DPPH solution was
mixed with 50 uL of sample solution collected from the CBD
release experiment in a 96-well microplate. The mixture was
incubated at room temperature for 30 min. Then, the absor-
bance was measured at 515 nm using the UV-vis spectrophoto-
meter. Sample solutions collected from the hydrogels without
CBD were used as the blank (4,). Sample solutions collected
from the hydrogels that contained CBD were recorded as A4;. A
lower absorbance value indicates a higher free radical scaven-
ging activity. The capability of scavenging the DPPH radicals was
calculated using the following formula. All the tests were per-
formed in triplicates, and the results were averaged.

DPPH scavenging capacity (%) = 100 x (4o — A1)/Ao (3)

2.12 Statistical analysis

All experiments were repeated at least 3 times. The obtained
results were expressed as the mean =+ standard deviation. The
significance in the difference between the two groups of data
was assessed via the Student’s t-test. P values < 0.05 were
denoted as statistical significance.

3. Results and discussion

3.1 Gross observation and morphological structure of the
hydrogels

Through primary experiments, we observed a non-homogenous
distribution of the CBD throughout the PVA hydrogel
(data not shown). This can be explained by the oily structure
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of the CBD, which is immiscible with water. Previous studies
have suggested the use of PG or VG to dissolve the CBD better in
water-based hydrogels.**2® When we add PG, VG or PG-VG to the
CBD-rich PVA hydrogel, we get a homogeneous distribution
throughout the hydrogel. Furthermore, all hydrogels appeared
smooth and similar in size. All the hydrogels appeared light pink
(Fig. 1) due to the presence of CBD. The uniform pink color
indicates that the CBD oil was finely dispersed in the PVA matrix.
The hydrogels were soft, elastic, and easy to handle.

SEM images at cross-section (Fig. 2) showed that the PVA-
PG-VG is more porous than others. The pore size and pore
distribution in these three gels are more uniform than those in
the PVA. The latter shows fewer pores and a wider variation in
pore size. The surface of all gels is essentially non-porous.

The solutions used to prepare these hydrogels were oil-in-water
emulsions. It is reasonable to believe that the pores inside the
hydrogels were formed not only by ice crystals but also by the CBD-
containing DBS micelles. Large pore size and more pores would
favour the diffusion of CBD out of the hydrogel. Because of its non-
porous nature and lower permeability, the surface layer served as a
barrier that controls release speed. The SEM observations demon-
strate that the presence of PG and VG affects the gel’s microstruc-
ture, which is crucial for the future engineering of the products.

3.2 Water content and swelling property of the hydrogels

Table 2 shows that the hydrogel can absorb up to 83% of water,
which corresponds to about 350% of the swelling ratio (Table 2).
Such a water content gives the hydrogels a degree of softness
and flexibility, like a human tissue. The presence of PG or VG
decreased the water content, roughly about their percentages
in the formula (Table 1), and there was no synergy when both
PG and VG were added. The same trend was observed for the
swelling ratio (Table 2). The swelling ratio is a measure of cross-
link degree. Table 2 shows that the PVA-VG has the highest cross-
link degree, followed by the PVA-PG-VG. It appears that adding
VG can increase the cross-link degree in PVA gel.

When the solutions were frozen at —80 °C, the distance
between some PVA chains was reduced because of the formation

PVA-VG-CBD

PVA-PG-VG-CBD

Fig.1 CBD-rich hydrogels produced through 8 freeze—thaw cycles. The softness, slight elasticity and toughness make the hydrogels can be
comfortably handled. The uniform distribution of CBD renders the hydrogels pinkish.

© 2024 The Author(s). Published by the Royal Society of Chemistry
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Fig. 2 SEM of CBD-rich hydrogels, showing that the interiors (cross sections) of the gels are sub microporous and the surface of the gels is nonporous.
The addition of PG and VG can affect the pore size and porosity inside the materials, with the PVA-PG-VG showing the highest porosity.

of water ice crystals that occurred firstly in low PVA concen-
tration regions and because ice crystals occupied more space
than liquid water did. Some PVA molecules were eventually
pushed closer enough to form hydrogen bonds, i.e., physical
cross-links, between their hydroxyl groups. When the specimens
were thawed at room temperature, the non-crosslinked polymer
chains became unfrozen and could move freely again.
The repeated freeze-thaw treatments caused more and more
cross-link points to be formed, finally leading to a cross-linked
stable 3D PVA network.>® Owing to a large number of hydroxyl
groups and voids within the hydrogel when the dried PVA
sponge was put into water, water penetrated the matrix by
diffusion, capillary action, and hydrogen bonding, leading to a
high volume of free and bound water integrated into the 3D
network of PVA. The effect of PG and VG on water absorption
ability and rehydration ratio of the hydrogels has been explained
in our previous paper, and it was thought to be related to the
ability of VG and PG to reduce PVA-water interactions.*

In the formulas (Table 1), PG or VG occupied 5%. In the final
product (Table 2), only the PVA-VG gel showed 5% less water
than the PVA gel, while the PVA-PG and PVA-PG-VG gels were
3% and 4% less, respectively. This is, probably because VG
formed more trapped water inside the gel, which couldn’t be
completely removed by drying it in the air. It is reasonable
because VG has more hydroxyl groups than PG and can form
more hydrogen bonds with water, leading to more trapped
water molecules inside the gel.

3.3 Mechanical properties of the hydrogels

In the compressive strength test, owing to the excellent deform-
ability of the PVA hydrogels, it was unable to reach sample
failure at 45 kPa, as shown in Fig. 3.

7248 | Mater. Adv, 2024, 5, 7244-7255

Several factors contribute to the mechanical properties of
the hydrogels, e.g., crystallinity, molecular entanglement, free/
bound water content, and hydrogen bonding formed between
PG-VG/water and PVA polymer chains. And each factor may
contribute to the mechanical properties at different scales.
Yong’s moduli were calculated and listed in Table 3.

It shows that at a low compressive deformation, PG can
increase the stiffness of the hydrogel, while VG may have the
opposite effect. However, when it reached a high strain, ie.,
about 45%, the PVA-VG began to show a high stress (Fig. 3A).

The fact that the PVA-PG gel was more resistant to small
compressive deformation may be explained by its high crystal-
linity (see DSC data), which is known to increase material
modulus. At high strain, however, a high degree of cross-link
can reduce molecular disentanglement, leading to high stress
at large deformation, which was what happened for the PVA-VG
hydrogel.

Fig. 3B shows the relationship between hydrogel modulus
and compression ratio, which is nonlinear. It demonstrates
that the behaviors of all the gels fit an exponential relationship,
with a correlation coefficient R*> of more than 0.9. Such an
exponential relationship is typical of viscoelastic materials such
as cross-linked hydrogels, polymeric elastomers, and natural
polymers.>®

Our data demonstrate that by changing the ratio of PG and
VG, it is possible to prepare hydrogels mimicking the viscoe-
lasticity of the skin.*'3?

3.4 FTIR analysis

The characteristic peaks of CBD in the hydrogels are found at
1630 and 1585 cm ' (Fig. 4), which are attributed to C=C
stretching (phenyl ring) and =C-H.** In particular, the strong

© 2024 The Author(s). Published by the Royal Society of Chemistry
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Fig. 3 Typical stress—strain (A) and modulus—strain (B) curves of the hydrogels and the curve fittings (dot lines, (B)).

Table 3 Mechanical properties of the CBD-rich hydrogels

Compressive stress

Hydrogels Young’s modulus/kPa at 60% strain/kPa
PVA 6.5+ 1.9 24.5 + 0.7
PVA-PG 11.5 + 3.3¢ 23.9 £ 3.6
PVA-VG 4.6 £1.2 27.7 £ 3.2
PVA-PG-VG 45+ 1.3 26.7 + 3.3

“p < 0.05.

absorption at 1630 cm™* is characteristic of the substituted

phenyl ring, confirming the substitution of -OH groups in CBD.
The CBD was, therefore, successfully preserved in the hydro-
gels. It can be noticed that the addition of VG and PG signifi-
cantly reduced the signal of CBD on the gel surface. This could
be either because the presence of VG or PG diluted CBD on the
surface, or they drove CBD to the interior of the hydrogel.

© 2024 The Author(s). Published by the Royal Society of Chemistry

3.5 TGA and DSC analysis

Table 4 shows the percentage of weight loss and the tempera-
ture at a maximum rate of weight change. Similar to what we
reported previously, the weight loss in TGA took place in four
stages, ie., the evaporation of low molecular weight volatiles
that may include moisture, PG, VG, and probably CBD as well,
roughly below 225 °C, the thermal degradation of amorphous
and crystalline PVA between 225 and 375 °C, decomposition of
DBS around 450 °C, and finally the decomposition of carbon at
about 730 °C. The initial weight loss is most pronounced for the
PVA-PG, followed by PVA-CBD and PVA-VG. According to our
previous report,® there was roughly 10% weight loss in dried
PVA hydrogel and that was because of hydrogen-bonded water.
Therefore, it is safe to assign the 10% weight loss in PVA
and PVA-VG in Fig. 5 to moisture instead of CBD and VG.
The boiling point of PG and VG is about 188 and 290 °C,
respectively, which explains the higher weight loss of the two
PG-containing hydrogels in the first stage and the higher
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Fig. 4 FTIR spectra confirming the presence of CBD in the hydrogels (arrows). Adding PG and VG attenuated the absorption of CBD on the

hydrogel surface.

weight loss of the VG-containing hydrogels in the second
stage. Important information can be obtained in the 2nd stage
of weight loss, i.e., PVA decomposition. Because crystalline

Table 4 Weight
degradation

loss and temperature of PVA hydrogel thermal

Peaks in Weight
Samples DTG curve  Peak temperature (°C)  loss (%)
PVA-CBD 1st 151.1 £ 3.1 9.2 £1.9
2nd 293.1 £ 0.8 26.5 £ 2.7
3rd 319.6 £ 0.6 28.9 £ 1.8
4th 456.3 + 3.0 18.6 = 0.5
5th 743.5 + 18.9 8.1 +1.8
Residue — 8.7+ 0.9
PVA-PG-CBD 1st 214.8 £ 2.3 25.3 £ 0.9
2nd 297.2 + 4.4 20.1 £ 1.6
3rd 337.8 £ 6.1 24.7 £1.0
4th 457.3 + 2.6 171 + 1.2
5th 716.6 + 17.5 5.5+ 2.2
Residue — 7.3 +£0.8
PVA-VG-CBD 1st 230.3 £ 3.0 9.4 £ 0.5
2nd 275.7 + 2.6 45.7 £ 2.5
3rd 329.8 £ 4.9 17.4 £ 2.2
4th 450.9 £ 0.8 15.7 £ 1.1
5th 722.3 £19.2 48+ 14
Residue — 7.0 £ 0.5
PVA-PG-VG-CBD 1st 213.1 £ 2.4 18.5 £ 1.9
2nd 2909 + 3.4 30.0 £ 0.6
3rd 340.8 £ 2.3 23.0 £ 0.6
4th 453.1 + 1.1 15.4 £ 0.8
5th 737.8 £9.5 6.3 £1.3
Residue — 6.9 £ 0.9
7250 | Mater. Adv.,, 2024, 5, 7244-7255

domains are more ordered structures than amorphous regions,
the decomposition occurred firstly in amorphous PVA and then
in crystalline PVA. Among the four gels, the PVA-VG showed the
lowest amount of crystalline domains (the shoulder in PVA
peak, DTG). This means that the PVA-VG is more amorphous
than other gels and should be more permeable to CBD. Finally,
the addition of PG slightly increased the temperatures of the
two peaks associated with PVA, an indication of a marginally
high thermostability.**

Fig. 6 shows the DSC curves of different hydrogels, and the
data are listed in Table 5. Both PVA and PVA with CBD in the
formulation are almost identical in DSC spectrum, showing the
melting of PVA crystalline domains started at about 210 and
peaked at 228 °C (Ty,), and the glass transition temperature (Tg)
at about 40 °C. This means that the addition of a small amount
of CBD didn’t affect the hydrogel crystallinity. With the addi-
tion of PG and VG, the melting temperature shifted to the low-
temperature side, and T, disappeared, probably out of range
(lower than zero degree). PG and VG are small molecules that
may act as plasticizers to increase PVA molecule mobility,
leading to a lower T,. PG and VG may also trap water molecules,
bringing more plasticity to the gel resulting in lower T,.**%’
Their effects on PVA crystalline structure are more complicated.
Their interactions with PVA molecules made the PVA crystals
less perfect, as testified by the lower Ty,. On the other hand, the
higher mobility of PVA molecules may also help them to
organize into ordered structures. This can explain why the
PVA-PG showed the highest crystallinity. VG, which has one

© 2024 The Author(s). Published by the Royal Society of Chemistry
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Fig. 5 TG and DTG Curves of the hydrogels that were dried at room temperature. The maximum in DTG shows where the highest rate of weight loss occurred.

more hydroxyl group than PG, may have had a stronger
interaction with PVA, shifting the balance towards destroying
the crystals rather than forming more ordered structures.

The weight percentage of crystalline domains in PVA hydro-
gels was calculated according to the following formula:

Xe = AH@T/AHy@Tom (4)

where X, is the weight fraction of the crystalline domains in PVA,
or crystallinity; AH@Ty, is the enthalpy of fusion at melting
temperature Ty,; and AH,@Tom, which is 138.60 J g™, is the
enthalpy of fusion of totally crystalline PVA measured at the
equilibrium melting temperature Top,.>®

The temperature range used in material analysis does
not have to be the same as the material service temperature.

Table 5 Transition temperatures and associated heat of fusion of
hydrogels

Sample T,/°C Til°C AH@Tw/] g X%

PVA 40.0 + 1.9 228.0 £ 0.2 44.9 + 0.2 0.32 4 0.01
PVA-CBD 39.8 + 0.9 227.9 + 0.8 44.4 + 3.3 0.32 + 0.02
PVA-PG-CBD nd 221.4 +2.3 602+ 7.7 0.43 + 0.05
PVA-VG-CBD nd 193.0 + 2.3 25.0 + 0.5 0.18 + 0.00
PVA-PG-VG-CBD nd 204.7 £ 1.1 413 +4.7 0.30 + 0.03

T: glass transition temperature; Tp,,: melting temperature; AH: heat of
fusion; X.: weight fraction of crystallinity; nd: not detected.

The former is to adequately reveal the structure-property
relationship, and the latter is only the limit when the material
can be effectively used.

PVA-PGVG-CBD
PVA-VG-CBD

ES

(=]

=

- PVAC

2 VA-CBD

PVA
Endol
0 50 100 150 200 250

Temperature/ °C

Fig. 6 DSC curves of the hydrogels dried at room temperature show VG and PG's significant effect on PVA aggregation structures. The PVA sample is

the hydrogel produced without PG, VG, and CBD.

© 2024 The Author(s). Published by the Royal Society of Chemistry

Mater. Adv., 2024, 5, 7244-7255 | 7251


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d4ma00398e

Open Access Article. Published on 20 August 2024. Downloaded on 3/15/2026 7:32:47 AM.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

Materials Advances

3.6 Measurement of CBD released from the hydrogels

CBD exhibits a single strong absorption in 280-295 nm region
and a maximum at 287 nm that increases linearly with the
concentration of CBD (Fig. 7B). This linear relationship allows us
to use the regression line as the standard curve to calculate the
concentration of CBD molecules in a solution (Fig. 7A). Some
papers have reported the UV-vis spectroscopy of CBD. The small
difference in the maximum may be related with the solvent used
to dissolve CBD and the photodegradation during storage.**

As shown in Fig. S1 (ESIt), CBD was continuously released
from the hydrogels to PBS for 24 h. The highest concentration
was at 1 h for the PVA-PG-VG, probably because of its high
porosity, and the lowest concentration was at 2 h for the PVA
that happened to have the lowest porosity. And not all CBD was
released in 24 h. The methanol extraction experiment showed
(Fig. S2, ESIY) that after 24 h incubation in PBS, the residual
CBD in the PVA, PVA-PG, PVA-PG-VG, and PVA-VG gels were 40,
35, 35, and 25 percent, respectively (Fig. 7). According to this
figure, around 20% of CBD was released in the first hour, then
the increment per hour decreased and was fairly linear. It needs
to be pointed out that in the first 12 h, around 50% CBD was
released from the gel, and in the second 12 hours, only 10-20%
CBD was released. Because the release was driven by the
concentration gradient of CBD inside the hydrogels, it is
normal that CBD was released slowly in the late stage.

Fig. 7 also demonstrates clearly that adding VG and PG to
the hydrogels accelerated CBD release. In particular, the
presence of VG is critical and can significantly increase CBD
release (Fig. 7C). While PG alone didn’t significantly increase
the release of CBD, its presence might have accelerated the
release in the early hours. Changing the VG and PG ratio might
possibly adjust the release rate further. These observations

Calibration curve for CBD
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were confirmed by UPLC-MS/MS, as shown in Table 6. Indeed,
the release of CBD over 24 h from the PVA alone ranged from
366 & 10 ug mL~ ' at 1 h to 184 =+ 7 at 24 h. With the PVA-PG
hydrogels, the release of CBD ranged from 329 + 15 to 216 +
10 pug mL™ . However, with PVA-VG, the level of released CBD at
an early time was higher than PVA-PG and PVA-PG-VG. The
release level with PVA-VG ranged from 430 + 12 pyg mL~ " at 1 h,
to 281 & 13 at 24 h (Table 6). The high amount of CBD measured
at 1 h is due to the burst release of the CBD from the top layer of
the hydrogels, which is a common phenomenon in passive drug
release. After that, the release is controlled by the diffusion from
the inner to the surface of the hydrogels. The increased release
between 4 h and 24 h could be due to the hydrogel adaptation to
the PBS and incubation temperature, which was 37 °C, leading to
changes in material aggregation states such as crystallinity.
Further studies are needed to confirm such a hypothesis. Several
factors control the release of CBD in a given system, including
the microstructure of the hydrogel matrix, the behavior of the
matrix in the selected environment, van der Weal’s forces
between CBD and other components in the gel, the aqueous
solution, temperature, etc.*' Since PVA is stable in PBS and no
other environmental stimuli exist, the releasing mechanism of
CBD from the PVA gels should be diffusion-controlled.*>** Our
data shows an inverse correlation between PVA crystallinity and
release rate in the early release periods. In fact, the hydrogels
containing VG showed a lower crystallinity, confirmed by TGA
and DSC. It is well known that the diffusion coefficient is lower
in crystalline regions of polymer.**

3.7 Antioxidant activity of the hydrogels

DPPH free radicals (DPPH"®) can be reduced to their non-radical
form DPPH-H in an alcoholic solution with a hydrogen-

C

801
o ——PVA.CBD
o 701 [-©-PVAPG-CBD
c —4—PVAVG-CBD
o 90 |-—PvAPG.VG.CBD
& 501
b
E’ 401
o 30
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0 T T T
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Hydrogel incubated periods in PBS

Fig. 7 Cumulative release of CBD from hydrogels into PBS calculated from UV-vis data and calibration curve. A significant difference was found
between PVA-VG or PVA-PG-VG and PVA hydrogels at 2, 4 and 6 h. Compared with PVA hydrogels, significant difference was found at 1 h for PVA-PG-
VG (p = 0.045), at 2 h for both PVA-VG (p = 0.045) and PVA-PGVG (p = 0.002), at 4 h for both PVA-VG (p = 0.028) and PVA-PG-VG (p = 0.004), at 6 h for
both PVA-VG (p = 0.017) and PVA-PGVG (p = 0.008), at 12 h for both PVA-VG (p = 0.049) and PVA-PGVG (p = 0.048), and at 24 h for PVA-VG (p = 0.048).
(A) Calibration curve, (B) absorbance of pure CBD, and (C) CBD release from the hydrogels.
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Table 6 Kinetic release of CBD (ug mL™?) from the hydrogels over 24 h. The measurements were performed with UPLC-MS/MS

Incubation time

1h 2h 4h 6 h 12 h 24 h
PVA-CBD 366 £+ 10 110 £ 7 257 £ 10 173 £ 9 122 £ 3 184 £ 7
PVA-PG-CBD 529 + 15 218 + 8 214 £ 9 161 + 8 191 + 6 216 + 10
PVA-VG-CBD 430 £+ 12 202 £+ 10 220 £ 6 240 + 7 238 + 8 281 + 13
PVA-PG-VG-CBD 173 £ 7 92,6 + 4 137 £ 3 145 £ 5 309 £ 9 322 + 12
] PVA-CBD Il PVA-VG-CBD
60 - 7] PVA-PG-CBD %/ PVA-PG-VG-CBD
50 4
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c 40 -
L
=
2
£ 30 A [
£ 2 +
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Fig. 8 Collected solutions from Hydrogels incubated in PBS show DPPH inhibition capacity, confirming the presence of CBD with antioxidant activity.

PVA without CBD showed no DPPH inhibition (data not shown).

donating antioxidant.*> It has been reported that CBD is an
effective radical scavenger and has high antioxidant activities.*®
Fig. 8 demonstrated the 30% to 45% antioxidant activity of the
PBS solutions used to incubate the CBD-containing PVA hydro-
gels, compared with the PVA hydrogels without CBD showing
zero antioxidant activity. Fig. 8 showed that the PVA-VG hydro-
gel has the highest value in early time, and PVA has the highest
value at 24 h, supporting that the antioxidant activity is roughly
correlated with the amount of CBD released in PBS. This result
also supports the idea that the addition of VG and PG, VG in
particular, helps the release of CBD.

Oxidative stress caused by free radicals is often associated
with various diseases and wound-healing inflammations.*”*®
The antioxidant activity of the CBD-containing hydrogels, there-
fore, may find medical applications in controlling inflammation.

4. Conclusions

CBD-enriched PVA hydrogels were successfully prepared with
sufficient mechanical strength and stiffness for easy manipula-
tion. The CBD in the hydrogels can be continuously released
into an aqueous environment and show radical scavenger
activity for at least 24 h. Adding VG to PVA hydrogels reduced

© 2024 The Author(s). Published by the Royal Society of Chemistry

PVA crystallinity and consequently accelerated CBD release.
High porosity in the PVA-PG-VA also augmented CBD release.
Therefore, the PVA hydrogels containing VG demonstrated the
best releasing profile, and the releasing profile can be regulated
by adding PG. This CBD-enriched PVA hydrogel may be useful
in reducing inflammation and helping wound healing.
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