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Unlocking the potential of self-healing and
recyclable ionic elastomers for soft robotics
applications†

S. Utrera-Barrios, *a N. Steenackers,bc S. Terryn,bc P. Ferrentino, c R. Verdejo,a

G. Van Asche, b M. A. López-Manchado, a J. Brancart b and
M. Hernández Santana *a

In the field of soft robotics, current materials face challenges

related to their load capacity, durability, and sustainability. Innova-

tive solutions are required to address these problems beyond

conventional strategies, which often lack long-term ecological

viability. This study aims to overcome these limitations using

mechanically robust, self-healing, and recyclable ionic elastomers

based on carboxylated nitrile rubber (XNBR). The designed materials

exhibited excellent mechanical properties, including tensile strengths

(TS) exceeding 19 MPa and remarkable deformability, with maximum

elongations (EB) over 650%. Moreover, these materials showed high

self-healing capabilities, with 100% recovery efficiency of TS and EB at

110 8C after 3 to 5 h, and full recyclability, preserving their mechanical

performance even after three recycling cycles. Furthermore, they were

also moldable and readily scalable. Tendon-driven soft robotic grippers

were successfully developed out of ionic elastomers, illustrating the

potential of self-healing and recyclability in the field of soft robotics to

reduce maintenance costs, increase material durability, and improve

sustainability.

1. Introduction

The 4th industrial revolution requires a significant increase in
the use of robotic automation, with the goal of improving
productivity and efficiency. Among robotic automations, soft
robots are particularly well-suited for applications that require
real and safe human–robot collaboration and manipulation of
fragile or sensitive objects.1 The outstanding compliance of soft
robots allows them to flexibly deform and adapt their shapes
upon contact with objects, making them ideal candidates for

delicate handling tasks such as electronic components and
food items. However, the load capacity of soft grippers remains
a significant challenge due to the inherent properties of soft
materials, characterized by a Young’s modulus below 1 GPa.2

Several approaches have been explored to address this limita-
tion, including the reinforcement of the elastic structure with
high-strength fibers3,4 or using variable stiffness technology,
such as particle jamming,5–7 soft actuator coupling,8,9 and
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New concepts
This study exploited mechanically robust, self-healing, and recyclable
ionic elastomers based on carboxylated nitrile rubber (XNBR), a widely
commercially available product, for soft robotic applications. The
developed materials combine reprocessability and elasticity, offer
superior performance under demanding conditions, and embody a
sustainable approach. Zinc oxide (ZnO) and magnesium oxide (MgO)
were used as crosslinking agents, semi-reinforcing fillers, and processing
aids, thereby streamlining the production process. An exhaustive analysis
was conducted on the impact of both oxides on the behavior of the
material. The conclusions drawn suggest that the mechanical
performance, repairability, and recyclability are influenced by factors
such as the nature of the cation (Zn2+ or Mg2+), concentration, free
volume, crosslink density, and binding energy. Broadband dielectric
spectroscopy was used for the first time to ascertain the optimal
temperature for the healing protocol, which differs from conventional
trial-and-error methods. Using an optimized compound, the feasibility of
manufacturing tendon-driven soft robotic grippers was demonstrated,
thereby unlocking the potential of ionic elastomers for this application.
This study sets a precedent for the development of sustainable and
efficient materials without intricate synthesis processes, signifying a
pivotal step towards the adoption of such rubbers in the field of soft
robotics.
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stiffness-controlled materials.10 Unfortunately, these methods
tend to complicate soft gripping systems and do not always
provide a sustainable solution for soft robotics.

The lifetime of soft robots and their lack of recyclability are
additional key concerns that should be addressed before
achieving economically and environmentally viable industrial
implementation.11,12 Typically, soft robotic parts are predomi-
nantly fabricated from elastomers, such as silicones and poly-
urethanes. These elastomers are vulnerable to sharp objects
causing cuts, tears, and punctures. Furthermore, fatigue can
lead to microdamage, which may quickly amplify to larger-scale
issues. Overloading is another frequently challenge due to the
inherent low mechanical strength of such materials.12 In addition,
most commercial elastomers also present significant challenges
when it comes to reprocessing and recycling due to their perma-
nently crosslinked structure.13 This combination of non-optimal
recyclability and limited lifetime hampers their overall sustain-
ability.14 However, the integration of self-healing and recyclable
polymers presents a viable solution, enabling recovery from
macroscopic damage, reducing maintenance requirements,
minimizing environmental impact, and extending their opera-
tional lifecycle.12

Self-healing materials represent a cutting-edge area of
research in materials science and engineering.15–18 Self-healing
is understood as the ability of materials to repair damage and
restore their structural and functional integrity autonomously or
through external stimuli.19 Self-healing materials using Diels-
Alder (DA) chemistry have already been proposed as potential
components for soft robotics. Terryn et al.20 developed robust
soft pneumatic actuators using DA networks based on furan-
functionalized Jeffamine JT5000 (poly(propylene glycol) bis(2-
aminopropyl ether)) with furfuryl glycidyl ether (FGE) and 1,1 0-
(methylenedi-1,4-phenylene)bismaleimide (DPBM). Tailored
mechanical properties, including a tensile strength (TS) of
B1.20 MPa and elongation at break (EB) of B150%, were
achieved. This study demonstrated the practical use of these

actuators in a soft hand for social robotics and a soft gripper for
delicate items. Moreover, the actuators were capable of fully
recovering from severe damage via a heating–cooling cycle
(up to 90 1C in 40 min).

Cerdan et al.21 introduced a novel approach for enhancing
the performance of soft robotics by incorporating humins, a
byproduct of biorefinery processes, into a similar DA polymer
network, based on a furan-functionalized diamine Jeffamine
D400 with FGE and a low-viscous aliphatic bismaleimide (BMI-
689). The researchers observed that blending humins with the
DA polymer network improved the self-healing efficiency of the
material, but with relatively low mechanical properties (with TS
of B0.30 MPa and EB of B134%). However, these properties
are counteracted by the irreversible polycondensation of
humins during the thermal healing step, which enhances the
strength of the material. A soft robotic gripper developed from
this polymer demonstrated improved functional performance
recovery upon heating (at 60 1C for 1 h) and stiffness-tunable
features via humin thermal crosslinking.

Recently, Costa Cornellà et al.22 introduced a sustainable
solution for soft robotics using self-healing elastomers derived
from castor oil. A three-step sustainable synthesis process was
presented. In the first step, castor oil (CO) was reacted with
different renewable cyclic anhydrides (maleic anhydride, itaco-
nic anhydride, and succinic anhydride). At this stage, carboxylic
acid units were introduced as chain terminals in addition to
two carbonyl groups that can act as hydrogen bond acceptors.
In the second step, three anhydride-functionalized CO were
reacted with FGE to introduce furan groups into the polymer
structure. Finally, the DA cycloaddition reaction was completed
using BMI-689. The variation of the different anhydrides, as
well as the concentration between the diene (furan) and dieno-
phile (bismaleimide), resulted in mechanical properties that
could be adjusted (with a TS of up to B4 MPa). Importantly,
they could also recover up to 487% of the EB, and the first 100%
strain was achievable within 60 s at room temperature. These
materials can be reprocessed and recycled, and they exhibit
hydrolytic degradability at the end of their lifespan, thereby
significantly reducing waste.

Other self-healing polymers based on different dynamic
chemistries including hydrogen bonding23–25 or disulfide meta-
thesis26,27 and extrinsic mechanisms,28 have also been used in
soft robotics.12 Despite these advancements, the potential
application of well-established general-purpose self-healing
rubber remains unexplored. In addition, the mechanical per-
formance of the materials available in the current state-of-the-
art has its limitation. This includes low moduli, low fracture
stress and non-negligible viscous effects. This stems from the
low bond energy of the reversible crosslinks, that leads to
breaking of the bonds at low stresses. Although the resulting
self-healing soft robotics can generate large deformations, their
payload is very limited. For soft robots to be competitive they
need to be able to withstand forces that are comparable
to traditional rigid robotics. In addition, they have to be
controlled, in position or force. Time-dependent behaviors that
result from viscous effects in their materials largely complicate

M. Hernández Santana

Materials Horizons has consis-
tently stood as a key source for
staying updated on the most
recent breakthroughs in mate-
rials science. Our recognition as
the Materials Horizons Outstand-
ing Review 2020 was indeed a
great honor. Within that review,
we delineated the scientific evo-
lution of self-healing materials
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In this new article, we take a
step forward, showcasing the feasi-
bility of crafting tendon-driven soft

robotic grippers using recyclable and self-healing materials. We
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their control, or make them impossible to control. In addition,
viscous losses in the material lead to a decrease in efficiency of
the soft robot. Hence, there is a clear need for self-healing
elastomers in soft robotics that combine excellent (dynamic)
mechanical properties with a self-healing capacity.

In this context, ionic elastomers based on general-purpose
rubbers present a promising avenue in the field of soft robotics
because they are a unique class of polymeric materials that
combine the processability of thermoplastics with the elasticity
of rubber. These elastomers have excellent mechanical and
chemical resistances to non-polar solvents and exhibit excellent
wear resistance. High strength materials that can exhibit large
strains leads to high toughness is desired in soft robotics
applications. In addition, an elastic response is demanded in
soft robotics, as high viscous effects lead to slower dynamics of
soft robotic actuators, difficult control and energy losses.

Here, three ionic elastomers based on XNBR were designed
using a metal oxide, zinc oxide (ZnO) or magnesium oxide (MgO),
as crosslinking agent, semi-reinforcing filler, and processing aid,
all at once. All the materials were thoroughly characterized to
evaluate their rheometric, thermal, and mechanical properties, as
well as their molecular structure and dynamics. After charac-
terization, the material with the best overall performance was
used for the fabrication of tendon-driven soft robotic grippers.

The simplicity in the selection of a widely available rubber, recipe
design and straightforward manufacturing technique not only
promotes ease of execution, but also ensures potential scalability.

2. Materials and methods
2.1. Materials

The selected elastomeric matrix was Krynac X 750, a cold-
polymerized, non-staining stabilized, solid XNBR, kindly sup-
plied by Arlanxeo. The technical details of the material can be
found in ESI† S1 and its chemical composition is visually
represented in Fig. 1a. Zinc oxide (ZnO, ExpertQs, specific
density: 5.47 g cm�3, particle size: o5 mm) and magnesium
oxide (MgO, Pharmpurs, specific density: 3.58 g cm�3, particle
size: o 150 mm), for analysis, ACS, Reag. Ph Eur, supplied by
Scharlau, were used as crosslinking agents during the com-
pounding process. The scheme of the fundamental crosslink-
ing unit between the carboxylic groups of XNBR and the metal
oxides (i.e., ion pair) is shown in Fig. 1a. The crosslinking
density was evaluated using toluene (Merck, ACS Reagent,
Z99.5%). The assembly of tendon-driven soft robotic grippers
required the use of polytetrafluoroethylene (PTFE, 3 M) tubing
with an internal diameter of 1 mm and an external diameter of

Fig. 1 (a) Structure of XNBR and ion pairs, (b) mixing, (c) self-healing, and (d) recycling protocol.
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2 mm, along with polyamide filaments (nylon) measuring
0.5 mm in diameter. Rigid parts of the gripper were 3D printed
in black PLA of RS components. All the materials and chemicals
were used as received without further purification.

2.2. Processing

2.2.1. Compounding and crosslinking. The compounds
were produced in a two-roll mill (MGN-300S, Comerio Ercole
S.P.A.) at room temperature with a 30 cm span and a friction
ratio of 1 : 1.15. This process was carried out in three main
steps, as shown in Fig. 1b. First, the rubber underwent a 4 min
mastication process to enhance its plasticity and facilitate the
incorporation of ingredients. The metal oxide (MO) was then
incorporated, and numerous transverse cuts were made to
promote the homogenization of the blend. At the 12 min mark,
the discharge phase began, involving transverse roll passing for
complete homogenization. After mixing for 15 min, the blend
was removed from the mill, cooled in a refrigerator, and left for
a minimum of 24 h before the initial characterization. Three
different recipes, listed in Table 1 and expressed in parts per
hundred rubber (phr), were prepared to analyze the impact of
the MO based on three factors: (a) varying content of the MO
(1.25 phr of MgO vs. 10 phr of MgO), (b) equivalent crosslink
density (10 phr of ZnO vs. 1.25 phr of MgO), and (c) equal MO
content (10 phr of ZnO vs. 10 phr of MgO). The specific contents
were carefully selected through pre-optimization.

The curing properties of the rubber compounds were eval-
uated using a moving-die rheometer (MDR 2000, Monsanto).
The torque increment was recorded at 160 1C for 60 min, with a
frequency of 1.7 Hz and an oscillation arc of 0.51. The optimal
curing time (t90) was determined as the point at which 90% of
the maximum torque (MH) was achieved. Minimum torque
(ML) and scorch time (ts1) of the elastic component (S0) were
also recorded. Subsequently, rubber sheets with a thickness of
2 mm were cured using an automatic press (P 200 P, Collin) at
160 1C and 200 bar at t90. The material was cooled inside the
press to prevent the formation of bubbles in the vulcanized
product. The selected pressure was maintained and cold water
was circulated for 5 min. After at least 24 h of molding, the final
samples were cut for characterization.

2.2.2. Healing protocol. The healing protocol consists of
two primary steps, as shown in Fig. 1c. First, the rectangular
sample was damaged using a razor blade. In the next step, the
repairability of the induced damage was explored. For this
purpose, the two surfaces resulting from damage were manu-
ally repositioned in a mold that matched the dimensions of the
pristine sample. Subsequently, under 200 bar, different tem-
perature and time conditions were applied. The mechanical
properties of the healed compounds were then remeasured,

and the healing efficiency (Z) was calculated using the general
eqn (1), with a selected property before healing (Ppristine), after
damage (Pdamaged), and after the healing (Phealed). As the serious
damage of cutting a sample in two pieces leads to a loss of
property after damage (Pdamage = 0), the equation can be
simplified into the ratio between the property before and after
the healing protocol.

Z %ð Þ ¼ Phealed � Pdamaged

Ppristine � Pdamaged
100 ¼ Phealed

Ppristine
100 (1)

2.2.3. Recycling protocol. The first stage of the recycling
protocol involved the reduction of the vulcanized sheet into
small fragments through cutting, roughly measuring an area of
1 cm2. These portions were then placed inside a mold in an
automatic hot press at 160 1C and 200 bar for an hour to
proceed with the (re)molding process. This sequence of actions
is termed as one recycling cycle (R1), resulting in the transfor-
mation of the material into a new solid sheet with a thickness
of 2 mm. This process was repeated for up to three cycles (R3).
Fig. 1d shows a schematic of this two-step recycling protocol.

2.3. Characterization

2.3.1. Tensile testing. At least five dumbbell-shaped speci-
mens per compound were cut from vulcanized 2 mm sheets in
accordance with the UNE-ISO 37 : 2013 standard. Tests were
conducted in a universal testing machine (3366, Instron) with a
50 kN load cell at room temperature. The clamps were initially
set 35 mm apart and the crosshead speed was 200 mm min�1.
The stresses at various strain values (‘‘modulus’’) were mea-
sured at 100 (M100) and 300% (M300) strains, as well as the
stress and strain at the breaking point, referred to as TS and EB.

2.3.2. Crosslink density. An equilibrium swelling test was
performed to determine the crosslink density. Five square
sections of vulcanized samples of each compound (1 cm �
1 cm � 2 mm) were swollen in toluene for 70 h at room
temperature, extracted, and air-dried until the solvent evapo-
rated (constant mass). Each sample was weighed before immer-
sion (m1), after swelling (m2), and after the evaporation of the
absorbed solvent (m3). The crosslink density by swelling (v) in
mol cm�3 was calculated as the ratio between the rubber
density (rr) and the average molecular weight between cross-
links (Mc), according to eqn (2):

v ¼ rr
2Mc

(2)

The Flory–Rehner expression considering the affine model
was required to calculate rr Mc

�1 according to eqn (3):

ln 1� Vrð Þ þ Vr þ wVr
2 ¼ � rr

Mc
VS Vr

1

3 � 2Vr

f

0
@

1
A (3)

where f = 4 was assumed (tetra-functional network), w is
the Flory–Huggins interaction parameter between XNBR and
toluene, estimated as 0.4132 + 0.4341 Vr,

29 Vs is the molar
volume of the solvent (106.28 cm3 mol�1), and Vr is the volume

Table 1 Rubber recipes in phr

Ingredient 1.25MgO 10MgO 10ZnO Role

XNBR 100 100 100 Rubber matrix
ZnO — — 10 Crosslinking agent
MgO 1.25 10 — Crosslinking agent
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fraction of rubber in the recipe, calculated according to eqn (4):

Vr ¼

m3

rr
m3

rr
þm2 �m3

rs

(4)

where rs is the toluene density (0.867 g cm�3). The averages and
their associated standard deviations were reported for all
calculations.

2.3.3. Fourier transform infrared spectroscopy (FTIR-ATR).
FTIR spectroscopy in attenuated total reflectance (ATR) mode was
performed using a spectrometer (Spectrum Two, PerkinElmer)
with a LiTaO3 (lithium tantalate) detector at room temperature.
All spectra were recorded with a resolution of 4 cm�1 between
4000 and 400 cm�1, and four scans were co-added per spectrum.

2.3.4. Dynamic mechanical analysis (DMA). Temperature
sweeps from�100 to 150 1C were performed using a DMA analyzer
(DMA Q800, TA Instruments) in tension mode over rectangular
specimens (20 � 4 � 2 mm). A constant amplitude of 20 mm and
frequency of 1 Hz were set at a heating rate of 2 K min�1.

2.3.5. Broadband dielectric spectroscopy (BDS). Complex
dielectric permittivity (e* = e0 � ie00) measurements were
carried out in a high-resolution dielectric analyzer (ALPHA,
Novocontrol) with a temperature control system (QUATRO,
Novocontrol). The tests were performed over a frequency sweep
from 10�1 to 106 Hz in a temperature range from �100 to 150 1C
(2.5 1C per step). Vulcanized rubber films were sandwiched between
two electrodes (with diameters of 30 and 50 mm). The dielectric
relaxations were empirically described in terms of the Havriliak–
Negami (HN) function according to eqn (5):

e� ¼ e�HN ¼ e1 þ
De

1þ iotHNð Það Þb
(5)

where De is the dielectric strength, tHN is the central relaxation
time, correlated with the position of the maximal loss, tmax, and o
is the angular frequency. The shape parameters a and b are related
to the symmetric and asymmetric broadening of the complex
dielectric function, respectively, with 0 o a and ab r 1.

It is important to mention that the analysis of the dielectric
property data in this research required prior use of the first-order
approximation of the Kramers–Kronig relation. Different relaxation
processes, especially at high temperatures, can be complex to
analyze because their contribution and ionic conductivity can
overlap in e00. An elegant way to remove Ohmic conduction from
the measured loss spectra is to use a logarithmic derivative, which
transforms the real part e’ into an imaginary part eder

00 that is solely
based on relaxation phenomena.30–32 Thus, eder

00 lacks an Ohmic
conduction term. This approximation is based on eqn (6):

e00der ¼ �
p
2

@e0ðoÞ
@ lno

� e00 (6)

2.4. Assembly and actuation of the soft robotic gripper

A tendon-driven soft robotic gripper prototype imitating a
human hand was designed. This part of the study entailed
two main stages: assembly and validation testing. The assembly

and actuation process consisted of five steps. Fig. 2 shows a
schematic representation of this procedure.

Step 1: design and molding of the fingers (actuators). The
rubber compound with optimal mechanical strength, self-
healing efficiency, and recyclability was selected for compres-
sion molding of the five actuators using a hydraulic press and
an aluminum mold at 160 1C and 15 bar. An additional time of
8 min was added to t90 to ensure proper vulcanization of the
piece (+1 min for each mm of thickness in addition to the
curing curve impellers). Two distinct sizes were prepared: a
smaller variant with three phalanges for thumb simulation,
and a larger variant with four phalanges for the other fingers.

Step 2: design and manufacture of the hand base. The base,
corresponding to the palm of the hand and a portion of the
forearm, was designed using a commercial CAD/CAE engineer-
ing software Autodesk Inventor. This piece was subsequently
produced using additive manufacturing techniques with black
PLA filaments on a fused filament fabrication 3D printer
(Ultimaker 2).

Step 3: integration of tendon-driven actuation mechanism.
The tendon-driven actuation mechanism was then embedded
in the five actuators. A commercial nylon cord with a diameter
of 0.5 mm was threaded through small PTFE tubes with an
inner diameter of 1 mm, which were inserted into each pha-
lanx. The cords were fixed to the top of the finger using a
manually tied knot.

Step 4: assembly of actuators and hand base. Both parts were
assembled and affixed firmly to a wooden base. The cords of the
tendon-driven actuation mechanism were connected to servo
motors (Dynamixel) that pulled the strings to generate the
bending motion. The elastic energy stored in the actuators
facilitates the return to its original position upon the release of
pressure on the cords.

Step 5: code and actuation. Instructions for finger move-
ments were controlled using an Arduino Uno. The Arduino
code contains different predefined movements of the fingers.

After assembly and code development, the second phase
involved validation testing. A RGBD camera tracks the deforma-
tion of five marks placed on the side of a larger actuator (four
phalanges). The camera recorded the position of each mark
according to different movement instructions, thus generating
a bending angle-time graph. For movement tracking, the
actuator was positioned horizontally with the top tip facing
the right, and actuation was executed in the direction towards a
901 angle with respect to the horizontal. Fig. 3 shows a sche-
matic representation of this phase.

3. Results and discussion

Three XNBR-based compounds were prepared using ZnO and
MgO as vulcanizing agents, as described in the experimental
section. The recipes were designed to investigate three key para-
meters: (i) increasing the content of the same MO (1.25MgO
and 10MgO), (ii) equal crosslink density (1.25MgO and 10ZnO)
and (iii) equal MO contents (10MgO and 10ZnO).
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The XNBR/MO system was selected to promote the for-
mation of ionic crosslinks through the interaction between
the carboxyl groups in the main chain of rubber and the
divalent metal cations in the chosen MO (Mg2+ and Zn2+).
The vulcanization process, which converts rubber from a plastic
to an elastic state, facilitates the creation of a 3D network,
which is fundamental for elasticity. This network was formed

by ionic interactions. During vulcanization, the ionization and
subsequent neutralization of ions leads to the formation of
metal salt coordination, known as an ‘‘ion pair’’, which serves
as the functional unit of crosslinking. These ion pairs can
aggregate into larger structures, referred to as ‘‘multiplets’’
and ‘‘clusters’’. The latter forms a separate phase containing
trapped chains, thereby influencing the mechanical behavior of

Fig. 2 Schematic representation of soft robotic gripper assembly.
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the material. Given the relationship between crosslinking and
mechanical performance, the initial step in the characteriza-
tion involved the analysis of the curing (Fig. 4a) and stress–
strain curves (Fig. 4b). The elastic component of the torque (S0)
as a function of time was monitored to track the progress of the
vulcanization reaction. Table 2 summarizes the curing and
mechanical properties of the compounds.

The curing curves revealed that increasing the MgO content
from 1.25 phr to 10 phr resulted in a slight increase in the
minimum torque (ML) from 0.35 to 0.42 dNm. However, a
significant increase was observed in the maximum torque
(MH), from 2.76 to 9.48 dNm, as well as in the curing rate
index (CRI) and the peak cure rate (PCR, maximum slope of the
S0 curve). A higher MgO content provided a higher probability
of encountering carboxyl groups for the formation of an ion
pair, leading to a more efficient curing process and faster cure

rate. This enhanced curing efficiency resulted in increased
torque, viscosity, and crosslink density, and improved mechan-
ical performance with higher stress at low (M100) and medium
strains (M300), an increase in tensile strength (TS) from 19
to 39 MPa, and a minor reduction (B4%) in elongation at
break (EB).

When comparing compounds with equal crosslink densi-
ties, it was found that 10ZnO exhibited higher MH, CRI, and
PCR than its 1.25MgO counterpart. This was attributed to the
excess ZnO in the recipe. According to stoichiometric calcula-
tions, B6 phr of ZnO is required to saturate all the carboxyl
groups in XNBR. This could result in an excess of ZnO, which
acts as a semi-reinforcing filler. The reinforcing character of
ZnO has been widely reported in the rubber-related literature.33,34

Long before its recognition as a sulfur vulcanization activator in
the early 1920s, ZnO was already used as a non-black filler in

Fig. 3 Schematic representation of the validation testing.

Fig. 4 (a) Curing curves (160 1C) and (b) mechanical properties of the cured ionic elastomers.

Materials Horizons Communication

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

7 
N

ov
em

be
r 

20
23

. D
ow

nl
oa

de
d 

on
 1

0/
18

/2
02

5 
1:

13
:1

6 
A

M
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n-
N

on
C

om
m

er
ci

al
 3

.0
 U

np
or

te
d 

L
ic

en
ce

.
View Article Online

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d3mh01312j


This journal is © The Royal Society of Chemistry 2024 Mater. Horiz., 2024, 11, 708–725 |  715

rubber compounds.35 Its semi-reinforcing characteristic has been
described in natural rubber (NR),36 chlorinated natural rubber
(Cl-NR),37 and styrene-butadiene rubber (SBR).38 Additionally, in a
previous study by the authors,39 this effect in XNBR was demon-
strated, finding a medium increase in mechanical performance
when ZnO was incorporated above stoichiometric ratio. This
explains why 10ZnO behaved as a stiffer material with higher
M100 and M300 values. However, the TS values remained close
to approximately 19 MPa for 1.25MgO and 21 MPa for 10ZnO
because of their equal crosslink densities.

With similar MO contents, MgO exhibited superior mechan-
ical properties compared to ZnO, as evidenced by the ultimate
state of cure (DM), M100, M300, and TS, but a slower cure rate.
The improved mechanical performance can be attributed to
the nature of the cations. Smaller cations (lower ionic radii, r),
such as Mg2+, can form stronger bonds due to electrostatic
attraction (higher forces, F) between charged ions (Coulomb’s
law, F p

�1 r2). The generally accepted smaller ionic radius of
Mg2+ (0.65 Å) compared to that of Zn2+ (0.74 Å)40–42 results in
stronger ionic interactions and better mechanical performance.
Another important consideration in this context is the electro-
nic configuration of both cations. The electronic configuration
of Mg2+ is [He] (1s22s22p6), whereas that of Zn2+ is [Ar]3d10

(1s22s22p63s23p63d10). Although both cations have their outer-
most orbital filled, in the case of Zn2+, the ligands bind to an
outer shell of the ions, leading to a reduced electrostatic
strength due to the greater distance from the nucleus. Similar
effects were described in XNBR modified with 2,6-diamino-
pyridine (DAP) by Das et al.43 The effect of several metal salts,
such as cobalt(II) nitrate hexahydrate (Co(NO3)26H2O, Co2+),
nickel(II) nitrate hexahydrate (Ni(NO3)26H2O, Ni2+), and zinc(II)
nitrate hexahydrate (Zn(NO3)26H2O, Zn2+), was explored. With
smaller ionic radii, such as Ni2+ (0.69 Å), double TS was
achieved compared to Zn2+. This outcome was attributable to
the unique electronic configurations and size of the cations.

In contrast, the faster curing of the compounds with ZnO
could be attributed to the higher affinity of the carboxyl groups
to form interactions with the divalent cation. Similar results
were reported by Dudev and Lim,44 who computed the for-
mation free energies of Zn2+ and Mg2+ using different gas-phase

ligands. They found that the formation free energies of com-
pounds with Zn2+ were always lower (by 24–77 kcal mol�1) than
those with Mg2+. This implies that the ligands (in which
carboxylate groups are included) prefer Zn2+ to Mg2+. However,
they also claimed that Zn complexes are more stable than Mg
compounds, but this seems to differ from our initial observa-
tions based on the better mechanical performance of MgO
compounds.

The FTIR spectra analysis provided further insight into the
crosslinking process and its impact on the chemical structure
of the rubber compounds. ESI† S2 shows the ATR spectra of the
prepared samples as well as that of XNBR (without additives) as
a reference. Every band related to the chemical structure of the
rubber backbone was clearly discerned. At high wavenumbers,
2922 cm�1 and 2849 cm�1, the doublet corresponding to the
vibration of the methylene (–CH2) in the polymer backbone was
identified, while the medium-intensity band at 2237 cm�1 was
correlated with the cyano group (–CN) in the acrylonitrile
monomer. The bands at 967 cm�1 and 916 cm�1 were attrib-
uted to the out-of-plane vibrations of the –CH near the double
bonds (–CHQCH–) of the trans configuration of butadiene
and –CHQCH2, respectively.45 These bands remained constant
after vulcanization, indicating the structural integrity of the
rubber.

Of particular interest in ionic elastomers based on carboxyl
groups is the band at 1698 cm�1, corresponding to the carbonyl
(CQO) stretching of the acid. This band is directly related to
the vulcanization process with metal oxides. Depending on the
vulcanization system used, any shift in this signal indicates the
successful formation of ionic interactions and their nature.
In this case, a shift up to 1586 cm�1 was observed in 10MgO,
i.e., in the presence of the Mg2+ cation (magnesium carboxylate
salt), and up to 1588 cm�1 in 10ZnO, i.e., in the presence of the
Zn2+ cation (zinc carboxylate salt). This change corresponds to
the asymmetric carbonyl stretching of the coordination.46–49

Interestingly, in the case of 1.25MgO, a new broad band
centered at 1616 cm�1 was observed, with a shoulder peak at
1580 cm�1. This suggested the occurrence of ionization of the
carboxyl groups and coordination with the metal cation, even
though the MgO content was below stoichiometric saturation

Table 2 Curing and mechanical properties of the ionic elastomers

Property 1.25MgO 10MgO 10ZnO

Scorch time, ts1 (min) 15.22 2.56 1.83
Curing time, t90 (min) 44.92 26.45 7.32
Minimun torque, ML (dNm) 0.35 0.42 0.41
Maximun torque, MH (dNm) 2.76 9.48 4.81
DM = MH � ML (dNm) 2.41 9.01 4.40
Cure rate index, CRI = 100/(t90 � ts1) (min�1) 3.37 4.18 18.21
Peak cure rate, PCR (dNm min�1) 0.068 0.84 1.06
Stress at 100% strain, M100 (MPa) 0.5 � 0.2 3.9 � 0.6 1.7 � 0.1
Stress at 300% strain, M300 (MPa) 1.5 � 0.3 10.5 � 0.5 4.0 � 0.1
Tensile strength, TS (MPa) 19 � 2 39 � 1 21 � 5
Elongation at break, EB (%) 741 � 24 705 � 12 664 � 45
Crosslink density, u (�10�5 mol cm�3) 3.57 � 0.02 7.8 � 0.2 3.69 � 0.03

Note: the curing parameters (ts1, t90, ML and MH) were obtained in a moving die rheometer. The mechanical properties (M100, M300, TS and EB)
were determined through a uniaxial tensile test. The crosslink density (u) was obtained from equilibrium swelling measurements.
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(B3.25 phr, 1 : 2 ratio). This indicated the possibility of higher-
order coordination, such as hexacoordinated (1 : 3 ratio), which
would explain the saturation effect even at a lower MgO
content.48 Additionally, after vulcanization, new peaks appeared
at 1420 cm�1 for the compounds with MgO, and at 1417 cm�1 for
those with ZnO, associated with the symmetric carbonyl stretching
of the coordination.50 These results confirmed the formation of the
metal salts during vulcanization.

To gain further insight into the structural differences and
their impact on the performance of the ionic elastomers, BDS
was performed. Fig. 5a–c show 3D plots of the conduction-free
dielectric loss with respect to temperature and frequency.

Three distinct relaxations were revealed: (1) b, at low tem-
peratures, associated with short-range motions; (2) a, or seg-
mental relaxation, associated with cooperative motions of the
polymer chains as a result of the glass transition, and (3) a0,
or ionic relaxation, at high temperatures, associated with the
separated phase formed by the ionic clusters and the trapped
rubber chains. When the ionic transition temperature is
reached, a process known as ion-hopping is activated, which
temporarily releases the ionic bonds and thus the trapped
chains, providing maximum mobility to the system.51–53 The
latter two relaxations have been previously reported in the literature
for XNBR46,54 and other rubber ionomer systems.53,55,56 Addition-
ally, several attempts have been made to understand the morpho-
logy of ionic aggregates beyond the cluster concept introduced by
Eisenberg57,58 and generally accepted to explain the aggregation in

ionomers. For example, Basu et al.59 demonstrated that not all Zn
compounds can form this characteristic separate structure in
XNBR, which is achieved with some metal oxides such as ZnO,
and a lamellar-like configuration manifests within this cluster-like
aggregation. However, under the specific processing conditions
described in this study, the prepared ionic elastomers retain the
amorphous character typical of most rubbers. This is evidenced by
the absence the first-order transitions (crystallization and/or melt-
ing) in conventional differential scanning calorimetry (DSC) and
thermogravimetric analysis (TGA) tests (See ESI† S3). Undoubtedly,
the formation of this distinct phase (metal carboxylate salt) is
pivotal for understanding the unique mechanical behavior of ionic
elastomers.

The three identified relaxations can be well described by the
HN formalism, as shown in eqn (5). This approach enabled the
generation of an activation plot (Fig. 5d), which was essential
for understanding the molecular dynamics of the prepared
materials. To analyze the activating behavior, the data points
were fitted using two distinct functions: a Vogel–Fulcher–Tam-
mann–Hesse (VFTH) for the a and a0 relaxations, and Arrhenius
for the b relaxation. The dashed lines in each dataset point
represent the fitting results obtained using these functions,
as described by eqn (7) (VFTH) and eqn (8) (Arrhenius):

tmax ¼ t0 exp
B

T � T0

� �
(7)

Fig. 5 3D plots of conduction-free dielectric loss (eder
00) with respect to temperature and frequency for (a) 1.25MgO, (b) 10MgO and (c) 10ZnO.

(d) Activation plot of the ionic elastomers.
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tmax ¼ t0 exp
�Ea

RT

� �
(8)

where T0 is the Vogel temperature, B and t0 are empirical
parameters with B = DT0 related to the fragility strength (D),
Ea is the activation energy and R is the universal gas constant
(8.314 JK�1mol�1). Table 3 summarizes the parameters obtained.

The results of this study revealed some interesting findings.
In terms of the b relaxation, no substantial variation in the
activation energy value (46 kJ mol�1, 48 kJ mol�1 and 45 kJ mol�1)
was observed. b relaxation is not usually reported or discussed in
recent studies on XNBR-based ionomers,29,46,54,60,61 neither by
DMA nor by BDS. However, the few available research attributes
its origin to rotational motions of side groups.62 Additionally,
recent investigations on non-carboxylated nitrile rubber (NBR) have
associated its behavior with the local non-cooperative motions of
the macromolecule.63 In this context, Fritzsche et al.62 reported an
increase in the activation energy of b relaxation with increasing the
filler content in rubber composites (i.e., with increasing con-
straints); however, no further explanation was given beyond the
uncertainties inherent to the linear region. In our case, it seems
that intramolecular and/or intermolecular interactions within the
polymer chains (i.e., van der Waals forces, electrostatic forces, and
hydrogen bonds) were not affected by the presence of agglomerates
(increasing MO content). However, further exploration is required
to gain a deeper understanding of this relaxation behavior.

For the a relaxation, no significant variations in the para-
meters derived from the VFTH fit were observed, indicating that
the segmental relaxation, which involves the mobility of rubber
segments that neither participate in the ionic interaction nor are in
its vicinity, remains unaltered. This supports the model of a
separate ionic phase with its own thermal transition.

In contrast, the results for a0 relaxation showed a stark
contrast. To gain further insight into the analysis, the fragility
index (m) was calculated as a measure of the stiffness of the
polymer backbone associated with each relaxation according to
eqn (9):

m ¼ @ log t Tð Þ

@
Tg

T

� �
��������
T¼Tg

¼ DT0Tg

ln 10ðTg � T0Þ2
� 16þ 590

D
(9)

An increase in the Vogel temperature (T0) was observed in
the compounds containing higher MO contents (10MgO and
10ZnO). This observation corresponds to a decrease in flexibil-
ity attributable to excess oxides, a hallmark of materials exhi-
biting fragile behavior. These materials are characterized by
heightened cooperativity, a distinct deviation from Arrhenius
behavior, lower D values, and high m values, which are related
to the higher apparent activation energy necessary for their
molecular motions.

Instead, 1.25MgO demonstrated a behavior with lower coop-
erativity, where the activation of its molecular dynamics was
more readily facilitated. This is reflected in the higher D values
and diminished m. These results hold significant implications,
as they may aid in predicting self-healing behavior. When
subjected to identical conditions, 1.25 MgO is expected to
exhibit a superior healing response, achieving higher efficien-
cies than 10ZnO and 10MgO owing to its enhanced flexibility
and mobility. These findings highlight the critical interplay
between rubber composition, molecular dynamics, and self-
healing capability in the development of advanced functional
materials.

A more nuanced investigation was carried out using BDS.
This step forward in the examination involved identifying the a0

relaxation process at a constant frequency of 100 Hz in the
temperature-sweep domain, as shown in Fig. 6a. This approach
allowed the identification of the temperature associated with
the maximum ionic relaxation, that is, the ionic transition
temperature. This critical value sets the lower limit of the
temperature employed in the self-healing protocol, thereby
offering a crucial parameter for efficient material healing.
According to the acquired data, the ionic transition tempera-
ture was identified to be B55 1C for the compounds with
equivalent crosslink density (1.25MgO and 10ZnO). However,
a higher temperature around B65 1C was observed for 10MgO.
At this chosen frequency, the relaxation temperature seems to
be predominantly influenced by the crosslink density and,
consequently, the number of the ionic interaction.

From these observations, a subsequent analysis was per-
formed, plotting the variation in ionic dissociation time
(obtained from the tmax values associated with each a0 relaxa-
tion) against temperature, as shown in Fig. 6b. This led to the
discovery that the optimum temperature at which the ionic
dissociation times among all composites approach each other
equivalently (with negligible differences of around 1–2 � 10�3 s
between them) is 110 1C. Based on these BDS findings, an
insightful turn towards self-healing optimization was made. By
embracing this approach, the traditional trial-and-error optimiza-
tion process was avoided, offering a thorough analysis of the ionic
dissociation times of the compounds. The insights derived from
the BDS determined 110 1C as the minimum temperature for the
self-healing process. This temperature selection is grounded not in
conjecture but in the understanding of the molecular dynamics of
the materials under specific conditions. This represents a poten-
tially transformative approach for optimizing healing protocols in
future studies. Thus, the focus has now shifted to the study of the
healing process.

Table 3 Fitting parameters from the activation plot of ionic elastomers

Parameter 1.25MgO 10MgO 10ZnO

b relaxation
Activation energy, Ea (kJ mol�1) 46 � 1 48 � 1 45 � 1
a relaxation
B 1477 � 30 1552 � 30 1574 � 29
Vogel temperature, T0 (K) 204 � 1 204 � 1 204 � 1
Fragility strength, D 7.2 � 0.1 7.6 � 0.2 7.7 � 0.1
Fragility index, m 98 � 1 94 � 2 93 � 1
a0 relaxation
B 1932 � 36 1843 � 24 1743 � 14
Vogel temperature, T0 (K) 183 � 2 191 � 2 189 � 1
Fragility strength, D 10.6 � 0.2 9.6 � 0.2 9.2 � 0.1
Fragility index, m 72 � 1 77 � 2 80 � 1
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The healing capabilities of the compounds were calculated
with respect to M300, TS and EB at 110 1C during 3 h (ESI† S4
and Fig. 7a). On the other hand, ESI† S5 shows the stress–strain
curves of the prepared compounds, where the typical hyper-
elastic behavior of these materials in the pristine and healed
state was observed. It is observed that all the ionic elastomers
were able to fully recover their M300 values after the healing
protocol. This is an interesting result from the point of view of
recovering functionalities, since most commercial applications
of these materials usually work at lower strains. As for the

properties at the breaking point, the behavior is different.
As the MgO content increased, there was a marked decrease in
repairability.64–67 This demonstrates an antagonistic relation-
ship between MgO content and healing capability. Specifically,
10MgO exhibited a lower efficiency of 46% in TS and 59% in EB
compared with 1.25MgO, which achieved values above 100% in
both cases, surpassing its pristine state. This effect correlates
well with the stiffness of the compounds. To further elaborate
on this, the study was complemented by DMA measurements.
ESI† S6 shows the storage (E0) and loss (E00) moduli of the three

Fig. 6 (a) Conduction-free dielectric loss (eder
00) with respect to temperature at 100 Hz. (b) Time of ionic dissociation of the prepared compounds.

Fig. 7 (a) Healing efficiency of ionic elastomers at fixed temperature (110 1C) and time (3 h). Optimization of healing efficiency of (b) TS and (c) EB at
different times for the selected compounds. (d) Healing efficiencies calculated using conventional and new procedures.
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prepared ionic elastomers. At the healing temperature (110 1C),
a remarkable increase (over a decade) in the E0 values of 10MgO
was observed, indicating a higher stiffness and low diffusivity
(i.e., constraints). This high stiffness and low diffusivity would
be responsible for the considerable decrease in self-healing
efficiency. Similar results were reported by Tierney and
Register51 for ethylene-methacrylic acid (E/MAA) ionomers with
Na+ cations. They found that excess acidic groups (below the
stoichiometric ratio) accelerate the ion-hopping mechanism
through a ‘‘plasticizing’’ effect of the ionic units, generating a
reduction in viscosity. This implies that the diffusivity of the
ionic group decreases significantly as the level of neutralization
increases. All these factors will be key to the study of phenom-
ena such as self-healing and recycling.

At equal crosslink densities, 10ZnO reached healing efficien-
cies of 61% in TS and 76% in EB. The presence of excess ZnO
could decrease the free volume available for the motions of the
XNBR chains, acting as barriers to mobility and reducing repair
efficiency, due to a slowing down of the ion-hopping mecha-
nism. This finding highlights that crosslink density alone is
not the sole influence on the molecular dynamics in the self-
healing process. Factors such as the free volume, steric
hindrance, neutralization degree, and binding energy also play
pivotal roles.

Comparing the two compounds with equal MO contents
(10MgO and 10ZnO), a better self-repairing capacity was
observed in the compound with ZnO, which could be explained
by its lower crosslink density and ionic interaction nature
(higher ionic radius, lower ionic interaction), requiring less
intense conditions to achieve higher efficiencies. Similar
results have been reported previously. Hirasawa et al.68 studied
the effects of different cations on the ionomer structure of
poly(ethylene-co-methacrylic acid) (EMAA). The ionic inter-
action strengths of different cations (Na+, K+, Mg2+, Zn2+,
Co2+, Cu2+, and Mn2+) were correlated with the melt flow rate
(MFR) at different degrees of neutralization. It was found that
the MFR decreased (viscosity increased) with increasing neu-
tralization (i.e., crosslink density). This decrease was consider-
ably higher for alkaline and alkaline earth metal salts than for
the transition metal salts. This result shows that the ionic
interaction in the ionomers is stronger in Mg2+ than in Zn2+,
as evidenced by the increase in viscosity in the molten state.
In this context, a higher viscosity will result in lower chain
interdiffusion and thus a lower self-healing capacity, as demon-
strated by the results of this investigation. Fig. 8a and b provide a
schematic summary of the differences observed between the ionic
networks and a simplified depiction of the Eisenberg model
applied to the MO (assuming equal coordination numbers).

Considering these findings and the requirement to deter-
mine the optimal healing time, 10MgO was excluded from the
subsequent stage of time optimization. Fig. 7b and 8c present
the efficiency results with respect to TS and EB by extending the
healing protocol time to 5 and 7 h. The results reveal that at 5 h,
10ZnO is capable of fully heal (efficiencies up to 100% in TS
and EB). Concurrently, 1.25MgO can achieve complete repair
(efficiencies above 100%) at all the time intervals studied.

At this point in the study, one intriguing aspect to be
discussed relates to the possibility of achieving healing effi-
ciencies exceeding 100%. This raises a compelling question:
How can a material that has undergone total macroscopic
damage and subsequent repair exhibit performance surpassing
that of the pristine samples? The influence of the healing
protocol, notably the applied temperature, on material proper-
ties plays a significant role beyond healing. To comprehend the
extent of this effect, in a previous study by the authors,67 a new
procedure was proposed, whereby pristine specimens were
subjected to heat treatment under the same healing protocol
but without inducing macroscopic rupture with a razor blade.
The application of temperature to the pristine material induced
an increase in the crosslink density, potentially leading to an
enhancement in the mechanical properties of the material.
Bearing this in mind, from a physical and comparative stand-
point, it could be considered reasonable to employ the heat-
treated material rather than the pristine material as the
reference point for calculating healing efficiency. The newly
calculated efficiency value was more realistically focused on the
damage, thus suppressing the effect of the temperature. Never-
theless, in the aforementioned study, the repair mechanism
was based on disulfide bond exchange, which is a dynamic but
covalent mechanism that is inherently different from ionic
interactions. This brings us to an interesting question: does
temperature influence ionic interactions in the same way as it
affects sulfur bonds? To answer this question, the new proce-
dure was applied to the samples prepared in the current study.
The efficiencies of 1.25MgO and 10ZnO (at 110 1C for 3 h) were
recalculated (Fig. 7d). In the case of TS, 79% (1.25MgO) and
66% (10ZnO) were obtained, and for EB, 95% (1.25MgO)
and 71% (10ZnO) were obtained. This is still an outstanding
(successful repair) but more realistic numerical result for the
damage recovery process without considering the thermal
effect.

To contextualize the significance of these findings, it is
important to compare the present results on mechanical prop-
erties and self-healing efficiency with recent studies (last
3 years) on healable ionic elastomers. However, it is crucial to
point out that making direct comparisons between self-healing
studies is not always entirely fair, essentially because there are
no international standards. As the authors noted in a previous
critical review, this is one of the major issues to be resolved in
the field.19 Objective assessments require that vulcanization
processes, self-healing mechanisms and protocols (time, tem-
perature, pressure, etc.), and variables in mechanical tests
(sample size and shape, crosshead speed, temperature, etc.)
be equivalent.

In the light of these considerations, in terms of mechanical
properties and self-healing efficiency, the designed ionic elas-
tomers exhibited competitive values when compared to the
available literature. But beyond the numerical results, the
simplicity of the process introduced, the use of low-cost ingre-
dients and the optimization of repair conditions place
this development in an advantageous position. Zainol et al.69

developed XNBR compounds using the same zinc-carboxylate
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metal–ligand interaction, but with zinc thiolate (ZT) and dicu-
myl peroxide (DCP) in their recipes. Employing a considerably
higher amount of ZT (30 phr), a TS of up to 8 MPa was achieved,
coupled with a healing efficiency of 98%, at a higher tempera-
ture (150 1C), but with a reduced repair time (just 10 min).

Naskar et al.70 prepared self-healable and extremely stretch-
able ionic elastomer based on the dynamic metal–ligand coor-
dination between 1-(3-aminopropyl)imidazole (API ligand) and
Zn2+ metal ion moieties incorporated onto the XNBR rubber
backbone, with zinc chloride (ZnCl2). With 3 phr of Zn2+ metal
ion, an excellent healing performance of 91.2% was achieved at
room temperature after 24 h, with the tensile strength of 5.7 MPa.

Recently, Das et al.71 investigated the ionic crosslinking of
XNBR with Ni–cysteine and Zn–cysteine complexes. Compared
to the Ni–cysteine compound, the XNBR cured with the Zn–
cysteine complex exhibited outstanding extensibility, recyclabil-
ity, and a tensile strength of 3.8 MPa, value which is distinctly

lower to that of the ZnO- and MgO-based compounds prepared
in the present study. However, they reported an impressive
healing efficiency of 89.5% after 24 h at room temperature. This
stands in contrast with our study, which requires shorter times
but higher temperatures.

In contrast to zinc-carboxylate metal–ligand coordination,
Wagje and Das72 delved into alternate metal cations. In their
research, XNBR was crosslinked through a copper (I)-
carboxylate metal–ligand interaction using anhydrous copper
chloride (CuCl). Employing 20 phr of CuCl, the best mechanical
performance was obtained, with a TS of 5.41 MPa and 251% EB.
However, this blend could not self-repair under the conditions
tested. Conversely, at lower CuCl content (5 phr), TS was
reduced to 1.95 MPa, while the self-healing efficiencies reached
up to 75% following a 70 1C and 48 h protocol. This under-
scores the balance between mechanical strength and self-
healing ability. In our current study, this trade-off is addressed,

Fig. 8 Scheme of (a) different networks and (b) Eisenberg model for each MO.
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producing materials with both superior mechanical properties
and high self-healing efficiencies, a result of meticulously
optimized repair conditions.

It is a fact that the studies mentioned highlight the multi-
faceted nature of approaches in the field of ionic elastomers
and the versatility of methodologies that can be employed.
The available research underscore the critical importance of
content optimization to ensure the best balance between
mechanical strength and self-healing efficiency. Moreover,
while these recent investigations offer a vast wealth of
knowledge, a key distinction is evident: their focus wasn’t
predominantly application-oriented. In contrast, our research
prioritizes this aspect for soft robotics applications, ensuring
not only scientific rigor but also practical applicability. Further-
more, as evident from the variety in crosslinking agents and
their costs, there’s an imperative to consider the feasibility of
scalability in material designs. Our work addresses this by
striving for simplicity and cost-effectiveness, but a comprehen-
sive life cycle assessment (LCA) for these particular compounds
is still necessary to gain a clearer understanding of the materi-
al’s sustainability and the devised process.

The recyclability of the developed compounds was also
analyzed to provide sustainability to the soft actuator. The
evolution of different mechanical properties (M300, TS and
EB) and crosslink densities with recycling cycles was followed.
The results of 10ZnO have been previously reported73 by the
authors and can be found in ESI† S7, while Fig. 9 shows the
values of 1.25MgO and 10MgO. With each recycling cycle, an
increase in the crosslink density was determined by swelling,

with a notable decrease in the volume of solvent absorbed in
the recycled samples, which could be associated with the
redistribution of ionic aggregates into smaller structures
around the matrix. Compounds with the same crosslink density
(1.25MgO and 10ZnO) showed promising behavior, with 10ZnO
retaining approximately 75% of its initial properties and
1.25MgO successfully retaining both properties (TS and EB),
even after R3. Nonetheless, 10MgO exhibits a limited recycl-
ability. A noticeable decrease in TS recovery with recycling
cycles was observed, also not being able to reach 300% elonga-
tion at R2 and R3. However, its net TS and EB recovery values
remain above 12 MPa and 200% strain, respectively, which may
be useful in several rubber applications.

The final choice for manufacturing soft robotic grippers
considers the balance between mechanical performance, heal-
ing capability, and recyclability. While 10MgO exhibited excep-
tional mechanical performance, its limitations in self-healing
and recycling make it less suitable for long-term durability and
sustainability. The high stiffness of 10MgO may also hinder
its use for handling delicate products. 10ZnO showed good
mechanical performance and healing ability, but longer heal-
ing times and recycling difficulties after the third cycle that may
pose challenges in applications where quick repairs and con-
sistent recyclability are crucial. However, this can be compen-
sated by its shorter vulcanization time. 1.25MgO is another
suitable choice. Despite having a slightly lower mechanical
performance compared to other compounds, it still possesses
competitive values when considering the most elastomeric
materials used in soft robotics. In addition, it has a slower

Fig. 9 Evolution of the mechanical properties (M300, TS, and EB) and crosslink density of (a) and (b) 1.25MgO and (c) and (d) 10MgO through three
recycling cycles.

Communication Materials Horizons

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

7 
N

ov
em

be
r 

20
23

. D
ow

nl
oa

de
d 

on
 1

0/
18

/2
02

5 
1:

13
:1

6 
A

M
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n-
N

on
C

om
m

er
ci

al
 3

.0
 U

np
or

te
d 

L
ic

en
ce

.
View Article Online

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d3mh01312j


722 |  Mater. Horiz., 2024, 11, 708–725 This journal is © The Royal Society of Chemistry 2024

curing rate; however, its faster healing and ability to maintain
its properties through multiple recycling cycles can signifi-
cantly extend the lifespan of the robotic hand, reduce main-
tenance costs, and improve sustainability. Fig. 10a shows the
final assembly of the soft robotic gripper developed using the
optimized compound in this study.

Following the assembly process detailed earlier, the preci-
sion of the soft robotic gripper to perform intricate movements
was confirmed. It was successfully actuated to form distinct
gestures like the universally recognized ‘‘pointing’’, ‘‘ok’’,
‘‘rock!’’ and ‘‘peace’’ signs. These positions not only show the
soft robot’s ability to mimic human hand movements but also

Fig. 10 (a) Final assembly of gripper and (b) actuation of four programmed positions (pointing, ok, rock, and peace signs).

Fig. 11 Bending angle vs. time for the (a) response and (b) stress relaxation tests of the selected ionic rubber. (c) Photographs validating the bending and
release response of the larger actuator (finger).

Materials Horizons Communication

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

7 
N

ov
em

be
r 

20
23

. D
ow

nl
oa

de
d 

on
 1

0/
18

/2
02

5 
1:

13
:1

6 
A

M
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n-
N

on
C

om
m

er
ci

al
 3

.0
 U

np
or

te
d 

L
ic

en
ce

.
View Article Online

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d3mh01312j


This journal is © The Royal Society of Chemistry 2024 Mater. Horiz., 2024, 11, 708–725 |  723

underscore the efficacy of using the ionic elastomer with its
optimum flexibility and elastic response for the adequate
performance. ESI† S8 shows a video representation of the
motion achieved on the soft robot hand.

For the validation stage, two experimental tests were con-
ducted using a motion tracking setup. These tests included a
response test (Fig. 11a) and a stress relaxation test (Fig. 11b) at
the system level, where the bending angle was followed as a
function of time. In the response test, the actuator was initially
bent to a 501 angle, after which the tension on the tendon was
completely released (Fig. 11c). Next, the response of the actua-
tor was investigated via tracking how fast it recovers to its initial
(unbent) position. This test gives information about the
dynamics of the selected material in this soft robotics applica-
tion. It can be observed that only after 80 milliseconds, the
actuator reaches back its initial position. Quick responses like
these are crucial in soft robotic grippers as they guarantee rapid
grasping actions, ultimately resulting in increased throughput
in industrial applications.

In a second experiment, a stress relaxation test was per-
formed on the soft bending actuator level by bringing it in a 551
bending angle by tensioning the tendon. Subsequently, the
bending angle was monitored over time while maintaining
the tendon in a fixed position. Due to stress relaxation in the
material, the bending angle is slightly reduced over time. After
250 milliseconds the angle is reduced to 401. Although this
dynamic effect can be partially mitigated by the adaptability of
the soft gripper, it is undesired in gripper applications where
high position accuracy is requested. This effect results from
the viscoelastic behavior of the ionic elastomer. Reversible/
dynamic polymer networks in general suffer from a viscoelastic
behavior, which impacts applications. Although the materials
have a relatively low loss modulus at room temperature (ESI†
S6), the experiments on the actuator level point out that the
viscous component is far from negligible. Therefore, future
work should focus on minimizing these viscous effects, as they
can have an impact on the controllability of soft robotic
systems. Our approach aids in the sustainable creation of soft
robotic parts using healable and recyclable materials and also
ensures they have the capability to fast perform with precision,
a key requirement in practical real-world applications.

4. Conclusions

This investigation delves into the potential of XNBR-based
compounds employing ZnO and MgO as vulcanizing agents,
effectively demonstrating how a single ingredient can drasti-
cally influence the mechanical and physical properties of
rubber while concurrently addressing issues of sustainability
and recyclability. The research found that higher MO content
increases vulcanization efficiency, leading to a higher cure rate
and degree of crosslinking, and thus enhanced mechanical
performance. A comparative analysis of equal crosslink densi-
ties revealed that excess ZnO imparts stiffness owing to its
function as a semi-reinforcing filler. In contrast, equal MO

contents induced superior mechanical properties in the MgO
compound compared to ZnO owing to the stronger electrostatic
attraction of its smaller cations. A significant innovation in this
study is the use of BDS to determine the optimal temperature
for a self-healing protocol, diverging from the traditional trial-
and-error approaches typically employed for optimization. The
compound with just 1.25 phr of MgO boasts the highest self-
healing performance, achieving a healing efficiency of TS up to
79% and EB up to 95% at 110 1C within 3 h using an updated
and fairer method for determining the repair efficiency. The
selected ionic rubber also maintained full recyclability (100%
recovery of the maximum mechanical properties) through three
recycling cycles. Despite exhibiting the lowest tensile strength
among the prepared compounds, 1.25MgO still delivered an
impressive 19 MPa of TS, coupled with an EB exceeding 700%,
which are an outstanding values in the field of soft matter.
These findings have significant implications for the selection of
elastomeric materials in areas such as soft robotics, where load
capacity, sustainability, resilience, self-healing, and recycling
abilities are crucial. The research successfully assembled a soft
robotic gripper, demonstrating the practical application of
these findings. This study significantly advances our under-
standing of the behavior and properties of XNBR-based com-
pounds, particularly within the scope of ionic elastomers.
It unlocks the potential of this behavior in advanced applications,
such as soft robotics, where the usage of conventional ionic rubbers
is no longer just a possibility, but a tangible reality.
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