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In the pursuit of effective thermal management for electronic devices, it

is crucial to develop insulation thermal interface materials (TIMs) that

exhibit exceptional through-plane thermal conductivity, low thermal

resistance, and minimal compression modulus. Boron nitride (BN), given

its outstanding thermal conduction and insulation properties, has gar-

nered significant attention as a potential material for this purpose.

However, previously reported BN-based composites have consistently

demonstrated through-plane thermal conductivity below 10 W m�1 K�1

and high compression modulus, whilst also presenting challenges in

terms of mass production. In this study, low molecular weight poly-

dimethylsiloxane (PDMS) and large-size BN were utilized as the founda-

tional materials. Utilizing a rolling-curing integrated apparatus, we

successfully accomplished the continuous preparation of large-sized,

high-adhesion BN films. Subsequent implementation of stacking, cold

pressing, and vertical cutting techniques enabled the attainment of a

remarkable BN-based TIM, characterized by an unprecedented through-

plane thermal conductivity of up to 12.11 W m�1 K�1, remarkably low

compression modulus (55 kPa), and total effective thermal resistance

(0.16 8C in2 W�1, 50 Psi). During the TIMs performance evaluation, our

TIMs demonstrated superior heat dissipation capabilities compared with

commercial TIMs. At a heating power density of 40 W cm�2, the steady-

state temperature of the ceramic heating element was found to be 7 8C

lower than that of the commercial TIMs. This pioneering feat not only

contributes valuable technical insights for the development of high-

performance insulating TIMs but also establishes a solid foundation for

widespread implementation in thermal management applications across

a range of electronic devices.

1. Introduction

As technological advancements persist, emerging fields such as
artificial intelligence, 5G communication, and quantum com-
puting impose progressively rigorous demands on device
performance.1 High-performance devices typically display com-
pact designs and elevated power density, which consequently
generate considerable heat during operation, necessitating
increasingly effective thermal management. Among various
thermal management materials, thermal interface materials
(TIMs)2,3 serve a crucial role in enhancing heat transfer effi-
ciency by filling microscopic gaps between heat sources and
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New concepts
The advancement of high-power density electronic devices has
necessitated enhanced performance of insulation thermal interface
materials (TIMs). Addressing the urgent need for TIMs with high
through-plane thermal conductivity and remarkably low compression
modulus is of paramount importance. In this study, we employed
polydimethylsiloxane (PDMS) and large-sized boron nitride (BN) in
conjunction with an innovative roller curing process to facilitate the
continuous production of high-adhension BN/PDMS films. Successive
implementation of techniques such as stacking, densifying, and vertical
cutting resulted in the development of a remarkable BN-based TIM. This
TIM is characterized by outstanding through-plane thermal conductivity,
notably low compression modulus and total effective thermal resistance.
Compared to the state-of-the-art commercial TIMs, the BN-based TIM
exhibits superior thermal dissipation capabilities, suggesting a wider
range of potential applications in electronic thermal management. As a
proof of concept, this research demonstrates an efficacious strategy for
the large-scale production of high-performance thermal interface
materials.

Materials
Horizons

COMMUNICATION

Pu
bl

is
he

d 
on

 1
7 

Ju
ly

 2
02

4.
 D

ow
nl

oa
de

d 
on

 3
/1

3/
20

26
 3

:1
7:

54
 P

M
. 

View Article Online
View Journal  | View Issue

https://orcid.org/0000-0002-9506-1126
https://orcid.org/0000-0002-7090-9610
https://orcid.org/0000-0001-9134-7568
http://crossmark.crossref.org/dialog/?doi=10.1039/d4mh00626g&domain=pdf&date_stamp=2024-07-23
https://doi.org/10.1039/d4mh00626g
https://rsc.li/materials-horizons
https://doi.org/10.1039/d4mh00626g
https://pubs.rsc.org/en/journals/journal/MH
https://pubs.rsc.org/en/journals/journal/MH?issueid=MH011017


This journal is © The Royal Society of Chemistry 2024 Mater. Horiz., 2024, 11, 4064–4074 |  4065

heat sinks, primarily improving heat conduction in the
thickness direction. Currently, TIMs predominantly comprise
polymer matrices filled with thermally conductive fillers, exem-
plified by graphene,4–6 carbon fibres,7–9 and metal.10–12 Despite
remarkable progress in thermal conductivity, conductive-filler-
based TIMs frequently exhibit insufficient insulation properties
and risk of electrical short circuits, potentially resulting in
equipment damage. Conversely, TIMs with superior insulation
performance, commonly developed by incorporating Al2O3,13,14

have encountered subpar thermal conduction performance and
struggle to meet evolving application requirements. Conse-
quently, there is an urgent need for emerging TIMs that
demonstrate high through-plane thermal conductivity and
exceptional insulation properties.

The emerging hexagonal boron nitride (h-BN),15,16 which
shares a similar two-dimensional crystalline structure with
graphite, has been demonstrated to achieve high thermal
conductivity comparable to that of pure aluminium. Simulta-
neously, in contrast to the erratic C–C bonds in graphene, the
B–N bonds endow h-BN with remarkable insulation property.
Regrettably, due to the hexagonal lattice structure, BN exhibits
high thermal conductivity anisotropy between the in-plane and
through-plane directions. This intrinsic issue presents signifi-
cant obstacles for researchers in efficiently enhancing the
thermal conductivity of polymer matrices with BN.

In order to fully harness the exceptional in-plane thermal
conductivity of BN, a variety of techniques, such as mechanical
orientation, vacuum filtration, and hot processing, are being
developed for the fabrication of thermally conductive polymer
films.17–20 By increasing the BNNS filler content to 50 wt%, the
thermal conductivity of BNNS/cellulose nanofiber films can be
significantly enhanced to 24.6 W m�1 K�1 following shear-
induced orientation.21 Moreover, a substantially higher thermal
conductivity of 73.3 W m�1 K�1 can be attained by raising the
BNNS loading to 85 wt% and employing tape casting and
vacuum hot-pressing methods.22

Although considerable progress has been made in the develop-
ment of high thermal conductivity films, the production of dielec-
tric insulation BN-based composites with superior through-plane
thermal conductivity remains a formidable challenge. While tech-
niques such as electric23,24 and magnetic fields,25,26 as well as
freeze-drying,27,28 can facilitate vertical alignment, they are not
amenable to large-scale production due to scalability constraints.
Consequently, the strategy of winding or stacking horizontally
oriented thin sheets, followed by vertical cutting to achieve BN
vertical arrangement, offers a promising avenue for widespread
application. For instance, Yin et al. reported a roll-cutting
method to obtain MVQ/ABN composites with vertically aligned
boron nitride, and show a maximum thermal conductivity of
6.3 W m�1 K�1.29 Hu et al. fabricated a silicone rubber-based
composites with high through-plane thermal conductivity of
7.62 W m�1 K�1 and softness prepared by combining shear
orientation and layer-by-layer stacking methods.30 However, pre-
paring large-sized BN-based composites with through-plane ther-
mal conductivity exceeding 10 W m�1 K�1 and compressive
modulus below 1 MPa remains a huge challenge.

In this study, we proposed a scalable method for producing
large-sized BN composites with high through-plane thermal
conductivity. By employing roller curing integrated equipment,
we continuously fabricated BN/polydimethylsiloxane (PDMS)
films characterized by superior horizontal orientation and
excellent adhesion properties. Upon stacking and cold pressing
these films, vertically oriented BN composites can be prepared.
With 75 wt% BN filling, the vertically oriented BN/PDMS
composites displayed a through-plane thermal conductivity of
12.11 W m�1 K�1, surpassing that of most previously reported
BN/BNNS-based composites. The exceptional structure and
high flexibility of PDMS resulted in an extremely low compres-
sive modulus of 55 kPa and a total effective thermal resistance
of 0.16 1C in2 W�1. In practical thermal management applica-
tions, the vertically oriented BN/PDMS composite exhibited
superior heat dissipation performance compared to commer-
cial TIMs. These results offer promising implications for the
advancement of high-performance insulating TIMs in indus-
trial applications.

2. Experimental section
2.1. Materials

Hexagonal boron nitride (h-BN) was purchased from Foshan
Daoning Chemical Industry Co., Ltd, China (Fig. S1, ESI†). For
simplicity, h-BN is referred to as BN. The modified polydi-
methylsiloxane (PDMS) employed was provided by Shenzhen
Hong Fu Cheng Co., Ltd, China. The commercially available
insulating TIM (WT5902, k = 9 W m�1 K�1) was obtained from
Tianjin WaermTimo New Material Technology Co., Ltd, China.
The commercial graphene thermal pad was purchased from
Shanghai Zihong electric Industry Co., Ltd, China. Invar alloy
(4J36, 11 W m�1 K�1) was purchased from Dongguan Changan
Mingshang metal material trading firm.

2.2. Preparation of BN/PDMS composites (dough, film, and
Pad)

Initially, BN/PDMS doughs with varying BN loadings were
prepared using a high-speed mixer (SpeedMixer, FlackTek,
Germany). For instance, to create a BN/PDMS dough with
75 wt% BN content, 45 g BN powders were combined with
15 g PDMS (A : B = 1 : 1) and mixed at 2000 rpm for 5 min.
Subsequently, the BN/PDMS dough was placed on a conveyor
belt and passed through double rollers, with PET film attached
to the top and bottom surfaces of the dough. The roller distance
was set at 0.3 mm. The in-plane oriented BN/PDMS film was
then cured for 6 hours at 85 1C on a heating stage. Following
this, the cured BN/PDMS film was cut into 30 � 28 mm2 flakes
using customized cutting tools, and the flakes were stacked
within the cutting tools. The stacked flakes were then placed
into a mold, and a pressure of 6 MPa was applied to the mold’s
upper and lower surfaces for 2 min at room temperature. Lastly,
the densified BN/PDMS composites were vertically cut to obtain
pads using an ultrasonic knife. The detailed preparation pro-
cess is shown in Fig. S2 (ESI†).
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2.3. Characterization

The microstructures and morphological features of h-BN and
BN/PDMS composites were examined using a scanning electron
microscope (HITACHI, SEM Regulus 8230, Japan). The crystal-
lographic properties of BN and BN/PDMS composites were
studied using X-ray diffraction (Bruker, D8 Discover/GADDS,
Germany) with CuKa radiation. The three-dimensional struc-
ture of Pad-75-V was reconstructed from X-ray computed tomo-
graphy (micro-CT) images using Dragonfly software, and the
micro-CT images were captured using an X-ray three-
dimensional imaging system (ZEISS, Xradia 610 Versa,
Germany).

X-ray diffraction patterns were collected on a 2D Wide-Angle
X-ray diffraction instrument (XENOCS SAS, Xeuss 3.0 UHR,
France).

The Herman’s orientation factor was calculated according to
the formula:

H ¼ 3

2

Ð p=2
0 dj sinjI jð Þ cos2 j
Ð p
0dj sinjI jð Þ

� 1

2
(1)

where j is the azimuthal angle and I(j) represents the intensity
distribution along with the azimuthal angle j of the
(002) plane.

The thermal conductivity of the composites was calculated
using the formula:

k = a � r � Cp (2)

where a, r, and Cp represent the thermal diffusivity, density,
and specific heat capacity of the composites, respectively. The
thermal diffusivity a was measured using a laser flash appara-
tus (NETZSCH, LFA 467, Germany). The specific heat capacity
was determined by differential scanning calorimetry
(NETZSCH, DSC 214, Germany). The density was obtained
based on the Archimedes principle. The thermal resistance
was measured using a Longwin 9389 thermal conductivity
tester following the ASTM 5470 method. An infrared camera
(Fluke, Ti400, USA) was employed to capture IR images. The
dielectric properties of the BN/PDMS composites were measured
using an LCR meter (TH 2838A, Changzhou Tonghui Electronics
Co., Ltd, China) in the frequency range of 103 to 106 Hz at room
temperature. The mechanical properties of BN/PDMS composites
were acquired using a universal material testing machine (Zwick,
Z030TE + TEE, Germany).

3. Result and discussion
3.1. Preparation and structural characterization of Pad-75-V

BN displays a two-dimensional crystalline structure character-
ized by a flat and smooth surface, as evidenced by the SEM
image shown in Fig. 1a. The crystal structure of BN, depicted in
Fig. 1b, resembles a honeycomb, wherein boron and nitrogen
atoms are arranged alternately, forming a layered structure similar
to graphite. This configuration facilitates enhanced thermal con-
ductivity in the in-plane direction (400 W m�1 K�1), contributing to
its exceptional in-plane thermal conductivity. However, the weak

connections between layers hinder heat conduction in the
through-plane direction, resulting in significantly lower
through-plane thermal conductivity (30 W m�1 K�1).31 The
anisotropic thermal conductivity of BN is evident, as shown
in Fig. 1c. Previous attempts at simple blending32–34 and hot
pressing35–37 have struggled to produce an ordered vertical
arrangement structure, leading to ineffective thermal conduc-
tivity paths and poor thermal conductivity in the resulting
composites. Although the ice-templated method38–40 can yield
an excellent vertical arrangement structure, achieving high BN
filling remains a challenge, resulting in discontinuous overlap
between BN and negatively impacting heat transfer efficiency,
as illustrated in Fig. 1d. To address these limitations, our
proposed method achieves both a high BN filling amount
and a highly ordered vertical arrangement of BN structure.
The preparation process of the BN thermal pad is primarily
divided into two stages: (1) preparing a high-viscosity BN/PDMS
film and (2) vertically cutting the film after stacking and
densification.

Initially, PDMS is mixed with BN to produce a dough-like
mixture, wherein BN is randomly distributed, as shown in
Fig. 1e. Then, the BN/PDMS films of large size were obtained
by placing the mixture onto a conveyor belt and passing
through double rollers, resulting in a horizontal arrangement
within the PDMS, as illustrated in Fig. 1f–h. And SEM images of
BN/PDMS film with varying thicknesses are presented in Fig. S3
(ESI†). X-ray diffraction (XRD) analysis was employed to char-
acterize the orientation of BN within the film. The ratio of
diffraction peak intensity of the (002) and (100) crystal planes
serve as a measure of the horizontal orientation of BN in the
film. As depicted in Fig. 1i, the I(002)/I(100) intensity ratio for
the horizontally oriented film (506.6) significantly exceeded
that of the random composite (16.2), indicating a pronounced
horizontal alignment. In Fig. 1j, it is evident that the cured BN/
PDMS film exhibits remarkable adhesion and flexibility. Sub-
sequently, the cured film undergoes cutting and stacking
before cold pressing, resulting in a densely packed BN/PDMS
composites with elevated horizontal orientation, as illustrated
in the schematic diagram in Fig. 1k. The photograph in Fig. 1l
emphasizing the potential scalability and mass production
capabilities of this manufacturing process. Fig. 1m highlights
the excellent processability of the prepared BN/PDMS compo-
sites. The composites can be precisely cut into BN thermal pads
of varying thicknesses to suit specific requirements. Notably,
these thermal pads commendable flexibility and resistance to
bending, rendering them suitable for application in irregular
interfaces.

To investigate the microstructure of Pad-75-V, we employed
SEM to analyse two perpendicular cross-sections. Fig. 2a and b
reveal a well-defined vertical arrangement structure throughout
the thickness of the sample, with the side of BN completely
displayed. In Fig. 2c and d, the layer-by-layer stacking of BN is
apparent, allowing for a more detailed presentation of the base
surface. This observation underscores the anisotropic nature of
BN and validates the precise structuring control achieved
in BN/PDMS composites during the preparation process.
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Furthermore, a non-destructive 3D imaging technique micro-
CT were employed to provide a finer display of the internal
structure of Pad-75-V. The original micro-CT image, as shown
in Fig. S4 (ESI†), underwent segmentation techniques in Dra-
gonfly software to generate the three-dimensional diagram and
the two-dimensional diagrams in the xz and yz directions in
Fig. 2e. Upon separating BN from PDMS, the vertical arrange-
ment structure of BN, stacked layer by layer in the through-
plane direction, becomes more apparent. The continuous over-
lap of adjacent BN layers forms an efficient thermal conductiv-
ity pathway. The observations presented are in line with the
SEM images depicted earlier. Furthermore, we devised a model
as illustrated in Fig. 2f. In this model, the coordinate system
defines the angle y between BN and the xy plane. At y = 901,
BN is perfectly vertical and appears white, while at y = 01, it
appears gray. The vast majority of white BN in the micro-CT
images confirms the excellent vertical arrangement structure of

Pad-75-V. Moreover, we conducted statistical analysis on
72 120 pieces of BN particles within the test block to analyse
the distribution of y. The histogram demonstrates that the
range of 751 to 901 encompasses nearly 90% of the sample size,
indicating a significant proportion of BN being vertically
aligned. Additionally, we quantitatively assessed the orienta-
tion degree of Pad-75-V using wide angle X-ray scattering
(WAXS). Fig. 2g displays a 2D WAXS image of Pad-75-V, exhibit-
ing a symmetrical circular arc diffraction pattern on the (002)
crystal plane. Notably, sharp peaks at 01 and 1801 are evident in
the Fig. 2h, corresponding to the crystal orientation. By apply-
ing the relevant formula, the orientation factor is calculated to
be 0.66. In contrast, the diffraction pattern of the random
sample assumes a complete circular shape (Fig. 2i), devoid of
discernible peaks after fitting (Fig. 2j), and the orientation
factor of only 0.14. (Fig. S5, ESI†) These findings collectively
underscore the complete and ordered vertical arrangement

Fig. 1 (a) SEM image showing BN’s morphology. (b) Diagram of BN’s atomic structure. (c) K> values for BN-based composites using reported methods.
(d) Theoretical model representing percolation threshold. (e) BN/PDMS pre-made dispersion preparation. (f) In-plane orientation process. (g) Optical
image of the prepared film. (h) Cross-sectional SEM image of the film. (i) XRD results comparing BN/PDMS composites with random and horizontal
structures. (j) Optical image displaying film’s adhesion and flexibility. (k) Densification process. (l) Large-sized BN/PDMS block. (m) Highly processable
BN/PDMS block.
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structure of Pad-75-V, providing robust evidence for its out-
standing through-plane heat transfer performance.

3.2. Thermal properties

We propose that BN/PDMS composites with vertically aligned, and
highly ordered structures exhibit enhanced heat transfer capacity,
especially in the vertical direction. To investigate the relationship
between the organization of boron nitride and the efficiency of heat
transfer, we employed the laser flash method (ASTM 1461) for
precise measurements of thermal conductivity in both vertical and
horizontal directions. As illustrated in Fig. 3a, the in-plane thermal
conductivity of composites, ranging between 60 and 75 wt%, varies
from 0.82 to 1.52 W m�1 K�1. A discernible increase in thermal
conductivity with increasing BN content is observed, but this
growth is limited. Meanwhile, the composite material achieves
a maximum thermal conductivity of 12.11 W m�1 K�1 in the
through-plane direction. To quantitatively determine the thermal
conductivity enhancement in composite materials compared to
that of the pure PDMS, we utilized the thermal conductivity
enhancement efficiency (TCEE) metric, calculated using the
formula:

TCEE = (kc � km)/(km � mBN) � 100% (3)

where kc is the thermal conductivity of the composites, and km

is the thermal conductivity of pure PDMS. As shown in Fig. 3b,

the maximum TCEE for BN/PDMS composites (75 wt%) in the
in-plane direction is measured at 880%, while in the vertical
direction, it reaches a remarkable 7940%. This significant
enhancement highlights the effectiveness of vertically aligned
BN structures.

Furthermore, in Fig. 3c, the attained through-plane thermal
conductivity exceeding 12 W m�1 K�1 surpasses most reported
thermal conductive composite materials based on BN/BNNS, includ-
ing both disordered41–45 and vertically arranged structures.29,30,46–50

To examine the influence of vertically aligned structures on the
composites’ thermal conductivity, we established models represent-
ing BN arranged randomly and vertically, as depicted in Fig. 3d.
Subsequent steady-state temperature distribution (Fig. S6, ESI†)
analysis (ANSYS) disclosed that composites with vertically aligned
structures exhibit considerably enhanced heat transfer efficiency in
the through-plane direction compared to those with random
structures.

To visually demonstrate the superior through-plane thermal
conductivity of Pad-75-V, an experimental setup was devised,
as shown in Fig. 3e, comparing it with the Invar alloy. Both
Pad-75-V and Invar alloy samples, sized 10 � 10 � 25 mm3,
were placed on a ceramic heating plate. A uniform and dense
graphite layer was evenly applied to their upper and lower
surfaces to ensure consistent contact and similar infrared
emissivity. Using an infrared camera, the surface temperatures

Fig. 2 (a) and (b) SEM images of Pad-75-V from XZ view. (c) and (d) SEM images of Pad-75-V from YZ view. (e) Reconstructed model with angle
distribution of micro-CT result of Pad-75-V. (f) Statistical analysis of angle distribution of BN. (g)–(j) WAXD patterns, azimuth angle curves and Herman’s
orientation parameters of Pad-75-V and Pad-75-R.
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of the two samples were monitored during a 60 s heating
process, as depicted in Fig. 3f and g. The results demonstrated
that the surface temperature of Pad-75-V consistently remained
slightly higher than that of the Invar alloy, indicating the
outstanding vertical heat transfer performance of Pad-75-V.

Moreover, considering the practical application of thermal
interface materials, an analysis of the association between the
thermal conductivity of Pad-75-V and ambient temperature was
performed, as shown in Fig. 3h. It was found that as the
ambient temperature increased from 25 to 100 1C, the thermal
conductivity slightly decreased due to the increased phonon
scattering and lattice defects within the crystal material.
Nonetheless, the thermal conductivity consistently remained
above 10 W m�1 K�1, demonstrating that Pad-75-V maintains

exceptional heat transfer performance within the typical oper-
ating temperature range of electronic devices.

Fig. 3i displays the thermal stability of Pad-75-V during cold
and hot cycle testing. After 20 cycles, the deviation of thermal
conductivity at 25 and 100 1C is a remarkably low 1.6% and
2.3%, respectively, emphasizing the composite’s reliable ther-
mal stability. Additionally, total thermal resistance is an essen-
tial metric for assessing the effectiveness of thermal interface
materials, commonly determined through steady-state heat flux
testing based on the ASTM5470 standard. The testing principle
schematic is presented in Fig. 3j. In Fig. 3k, the behavior of
total thermal resistance for Pad-75-V at various thicknesses is
shown. As test pressure increases, total thermal resistance
gradually decreases due to the relationship:

Fig. 3 (a) Thermal conductivity and (b) thermal conductivity enhancement efficiency of anisotropy at various BN contents. (c) Comparison of the K> of
Pad-75-V with the reported BN/BNNS composites. (d) Simulated transient temperature distribution of BN/PDMS composites with random and vertically
aligned structures. (e) The test system for demonstrating the heat transfer capacity along the through-plane direction, with the surface temperature
evolution of Invar alloy and Pad-75-V and the IR images shown in (f) and (g), respectively. (h) The K> of Pad-75-V as a function of environmental
temperature and (i) high/low-temperature cycle. (j) Diagram of the measurement principle of TIM performance based on ASTM D5470 method. (k) The
effective thermal resistance of Pad-75-V with varying thicknesses under 10 to 80 Psi.
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Rtotal = Rbulk + Rcontact (4)

With increasing test pressure, the upper and lower surfaces
of Pad-75-V establish closer contact with the cold and hot ends
of the testing apparatus, thereby reducing Rcontact. Importantly,
even under high pressure, Pad-75-V’s vertical arrangement
structure remains intact, ensuring low Rbulk. At a conventional
packaging pressure of 50 Psi, the total thermal resistance of
Pad-75-V with a thickness of 0.3 mm records an impressively
low value of 0.10 1C in2 W�1.

3.3. Mechanical and electrical properties

Owing to the highly organized and vertically oriented BN structure
in conjunction with the remarkable pliability of the silicone matrix,
Pad-75-V demonstrates laudable compressibility and resilience,
crucial attributes for effective heat transfer under diverse condi-
tions. Fig. 4a visually exemplifies the capacity to nearly revert
entirely to its initial state after pressurization and unloading,
thereby highlighting its robust compressibility, resilience, and
structural stability. The schematic diagram of compression direc-
tion was shown in Fig. S7 (ESI†). As illustrated in Fig. 4b, the
continuous compression stress–strain curve of Pad-75-V, spanning

from 0% to 60%, demarcates three distinct phases: an elastic stage
from 0% to 20%, a yield stage from 20% to 45%, and a plastic
flow stage from 45% to 60%, corresponding to reversible
deformation, partial recovery post-unloading, and irreversible
structural deformation, respectively. The stress at 10% strain of
Pad-75-V is 5.5 kPa, and the calculated compression modulus
amounts to 55 kPa, which is well below than the reported
BN/BNNS-based composites (Fig. 4c).28,47,50–53 A reduced com-
pression modulus implies exceptional adaptability to minor
surface irregularities, such as slight unevenness and concav-
ities, thereby augmenting the actual contact area and conse-
quently enhancing thermal conductivity efficiency (Fig. S8,
ESI†). Fig. 4d portrays cyclic stress–strain testing of Pad-75-V
under various compressive stresses. In the cyclical test at 5%
strain, the second cycle’s loading curve did not exhibit a high
degree of overlap with the first loading curve, yielding a
hysteresis phenomenon, primarily attributable to mechanical
energy dissipation during the primary compression process. In
the following trials, the fourth loading curve displays remark-
able alignment with the second loading curve. Throughout
subsequent cyclic tests at 10%, 15%, and 20% strains, the
fourth cycle’s loading curve consistently coincides with the first

Fig. 4 (a) Digital images of BN/PDMS block post-compression and pre-compression. (b) Compressive stress–strain curves of BN/PDMS block. (c)
Performance comparison of Pad-75-V with the reported BN/BNNS composites (Table S3, ESI†). (d) 5%, 10%, 15%, 20% strain cyclic compression curves.
(e) Fatigue resistance test curves. (f) Volume resistivity of the Pad with varying BN contents. (g) Insulation performance of Pad-75-V in GPU compared
with commercial graphene thermal pad. (h) dielectric constant, (i) dielectric loss of the Pad with varying BN contents.
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loading curve, emphasizing the praiseworthy cyclic stability
and resilience of Pad-75-V. In addition, 60 cyclic loading tests
with a compressive stress of 5 kPa were conducted on Pad-75-V.
The curve in Fig. 4e indicates that its structure has good fatigue
resistance performance.

Moreover, we performed electrical property assessments on
BN thermal pads with various contents (60, 65, 70, and 75 wt%).
As depicted in Fig. 4f, the BN thermal pad exhibits exceptional
insulating performance, showcasing a volume resistivity sur-
passing 7 � 1014 O cm. To highlight the significance of TIM
insulation performance in electronic device thermal manage-
ment, we positioned Pad-75-V and commercial graphene ther-
mal pad on the GPU and connected them to nearby electronic
components to simulate the effects on the circuitry when TIM
sliding or overflow. The multimeter’s terminals were linked to
the GPU and electronic components. Fig. 4g indicates that
using Pad-75-V as the TIM carries no risk of short circuit,
contrasting with commercial graphene thermal pad. The dielec-
tric constant (Fig. 4h) and dielectric loss (Fig. 4i) of the BN

thermal pad register below 4.1 and 0.02, respectively, at ambi-
ent temperatures and frequencies ranging from 103 to 106 Hz.
These minimal values signify enhanced transmission speeds of
electrical signals while preserving signal purity and stability.

3.4. TIM performance

In order to visually demonstrate the TIM performance of
Pad-75-V within actual packaging conditions, a cooling appa-
ratus was constructed to simulate high-power electronic
devices. This was achieved by comparing Pad-75-V with a
commercial TIM (WT5902, 6 W m�1 K�1) as shown in the
schematic diagram in Fig. 5a. Both the Pad-75-V and the
commercial TIM, with dimensions of 15 � 15 � 10 mm3, were
placed between a ceramic heating element and a radiator,
subject to a packaging pressure of 40 Psi controlled via a
pressure sensor. The surface temperature of the ceramic heat-
ing element was monitored in real-time using a thermocouple.
Wooden blocks, which served as insulation materials, were
positioned between the thermocouple and pressure sensor to

Fig. 5 (a) Diagram of the TIM performance test system. (b) The variation of heater temperature under variable cycle power density. (c) The highest
temperature of the heater at different power density. (d) Thermal stability of the cooling system with Pad-75-V as TIM in cyclic heating/cooling tests. (e)
Disassembly diagram and obverse and reverse side photos of graphics card. (f) IR images of reverse side of graphics card during full-loading test with
Pad-75-V and without TIM. (g) The variation of GPU temperature and (h) clock in full-loading test.
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minimize heat loss from the ceramic heating element and
ensure the stability of the heat source temperature. When the
ceramic heating element was activated, circulating coolant
water was directed to the radiator to maintain a stable cold
end temperature of 25 1C.

As shown in Fig. 5b, as the power density of the ceramic
heating element progressively increased from 10 to 40 W cm�2,
its temperature increased sharply and stabilized after five
cycles. Under equivalent power density conditions, the tem-
perature of the ceramic heating element utilizing Pad-75-V as a
TIM was found to be lower than that using commercial TIM,
with the maximum temperature difference reaching 7 1C at a
power density of 40 W cm�2. Furthermore, Fig. 5c illustrates
that the temperature difference of the ceramic heating element
linearly varied with power density, indicating that an increase
in power density resulted in a larger temperature difference.
These results suggest that the use of Pad-75-V as a TIM provides
a more effective heat dissipation effect compared to the
commercial TIM.

Additionally, Fig. 5d highlights that Pad-75-V maintains
stable heat dissipation performance even after enduring
15 000 s of heating/cooling shock. In order to evaluate the
practical application effectiveness of Pad-75-V, a comprehen-
sive study was conducted involving the disassembly and reas-
sembly of a graphics card (GTX 1060ti) with Pad-75-V carefully
integrated as TIM between the GPU and heat sink, as portrayed
in Fig. 5e. The experiment utilized OCCT software to control the
GPU utilization rate, while HWINFO software facilitated real-
time monitoring and recording of GPU temperature and fre-
quency. (Fig. S9, ESI†). During 100% graphics card utilization
rate, an infrared camera was used to dynamically monitor the
real-time temperature on the reverse side of the graphics card.
Fig. 5f showed that using Pad-75-V as the TIM resulted in lower
temperatures on the reverse side of the graphics card. Fig. 5g
presents the outcomes of four cyclic tests, indicating significant
advantages with Pad-75-V as the TIM. During standby phases,
the core temperature of the GPU exhibited lower levels and a
lack of sudden spikes. Under full-loading conditions, the rise in
GPU core temperature was more gradual with Pad-75-V, result-
ing in a maximum temperature reduction of 17 1C compared to
scenarios without the TIM. Moreover, after unloading, tem-
perature reduction occurred at an accelerated rate.

Correspondingly, Fig. 5h demonstrates that the presence
of Pad-75-V as a TIM ensured consistently stable core
frequency of the fully loaded GPU above 1500 MHz, redu-
cing the risk of frequency reduction due to overheating.
This consistent performance ensures optimal utilization of
the graphics card’s processing capabilities, thereby pro-
moting long-term high-performance and stable GPU opera-
tion. The reduction in temperature not only enhances the
stability of the graphics card but also improves the overall
operational stability of adjacent computer components.
These findings emphasize the effectiveness of Pad-75-V
as a TIM in real-world applications, offering enhanced
thermal management and performance optimization for
GPU-intensive tasks.

4. Conclusions

In summary, this study employed low molecular weight poly-
dimethylsiloxane (PDMS) and big size boron nitride (BN) to
continuously fabricate high-adhesion BN films using a roller
curing integrated device. Through a process of stacking, cold
pressing, and vertical cutting, we successfully developed a high-
performance BN/PDMS composites with remarkable through-
plane thermal conductivity (up to 12.11 W m�1 K�1), low
compression modulus (55 kPa), and total effective thermal
resistance (0.16 1C in2 W�1, 50 Psi). Moreover, the BN-based
TIM displayed superior heat dissipation capabilities in compar-
ison to commercial TIM in experimental trials, as evidenced by
a 7 1C lower steady-state temperature of the ceramic heating
element at a heating power density of 40 W cm�2. These
findings contribute valuable insights to the development of
high-performance insulating TIMs and open up new possibi-
lities for their widespread implementation in the thermal
management of electronic devices.
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