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ancer with gold nanoparticles:
twinning synthesis and particle engineering with
efficacy

Suvadeep Mal, a Subhasis Chakraborty,b Monalisa Mahapatra, a

Kakarla Pakeeraiah, a Suvadra Das,c Sudhir Kumar Paidesetty *a

and Partha Roy *d

TheWorld Health Organization identifies breast cancer as themost prevalent cancer despite predominantly

affecting women. Surgery, hormonal therapy, chemotherapy, and radiation therapy are the current

treatment modalities. Site-directed nanotherapeutics, engineered with multidimensional functionality are

now the frontrunners in breast cancer diagnosis and treatment. Gold nanoparticles with their unique

colloidal, optical, quantum, magnetic, mechanical, and electrical properties have become the most

valuable weapon in this arsenal. Their advantages include facile modulation of shape and size, a high

degree of reproducibility and stability, biocompatibility, and ease of particle engineering to induce

multifunctionality. Additionally, the surface plasmon oscillation and high atomic number of gold provide

distinct advantages for tailor-made diagnosis, therapy or theranostic applications in breast cancer such

as photothermal therapy, radiotherapy, molecular labeling, imaging, and sensing. Although pre-clinical

and clinical data are promising for nano-dimensional gold, their clinical translation is hampered by

toxicity signs in major organs like the liver, kidneys and spleen. This has instigated global scientific

brainstorming to explore feasible particle synthesis and engineering techniques to simultaneously

improve the efficacy and versatility and widen the safety window of gold nanoparticles. The present

work marks the first study on gold nanoparticle design and maneuvering techniques, elucidating their

impact on the pharmacodynamics character and providing a clear-cut scientific roadmap for their fast-

track entry into clinical practice.
1. Introduction

Cancer ranked as the leading global mortality cause in 2020,
characterized by the typical presence of uncontrolled cell
growth, angiogenesis and metastasis. According to the WHO
factsheet, breast cancer (BC) ranks as the most commonly
diagnosed with 2.26 million cases, surpassing all other cancers
such as lung (2.21 million), colorectal (1.93 million), prostate
(1.41 million), skin (1.20 million) and stomach (1.09 million)
cancer, irrespective of gender specicity. The fatality of this
variant makes it the second leading cause of cancer death (685
000 deaths globally in 2020) in women aer lung cancer.1 Most
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BCs originate as benign brocysts in different parts of the
breast that become malignant and start to metastasize.2,3

Therapeutic nanoparticles (NPs) display unique colloidal,
optical, quantum, magnetic, mechanical and electrical proper-
ties depending on their size, shape, surface area and surface
charge, resulting in major breakthroughs in therapeutic inter-
ventions.4 The spotlight on cancer management reveals the
advantages of NPs, including transporting and shielding high
drug payloads, ease of engineering with various targeting
ligands, a facile route to induce multi-functionality, accom-
modation of drug cocktails, tuning drug release to map the
intended mechanism or pharmacodynamics and their unique
ability to evade clinical challenges like multidrug resistance.5,6

Based on dimensions, NPs can be divided into zero, one, two or
three dimensional frameworks. Based on their morphology and
chemical properties, NPs are classied as metal nanoparticles,
bio-nanoparticles, organic nanoparticles, polymeric nano-
particles, solid lipid NPs, ceramic NPs, carbon-base NPs,
quantum dots etc.7 (Fig. 1).

Granulations of gold or gold nuggets can be traced back to as
early as 3000 BC and thereaer its increasing applications led to
its reputation as the “elixir of life,” believed to bestow eternal
© 2024 The Author(s). Published by the Royal Society of Chemistry
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Fig. 1 Classification of nanoparticles. Based on their dimension, NPs are classified mainly into 4 types, viz. zero, one, two and three dimensional.
Based on their chemical properties, they are classified as inorganic NPs, bio-nanoparticles, organic NPs, ceramic NPs, and carbon-based NPs.
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life. In ancient times, gold was the remedy for a myriad of
clinical dysfunctions. Later, in the year 1848, the “California
Gold Rush” began when James W. Marshall reported the
discovery of gold and its true value at Colona, California.8 Gold
nanoparticles (AuNPs) in clinical applications can be traced
back over 150 years with similar increasing trends of scientic
focus (Fig. 2) due to its inertness along with facile fabrication
and functionalization and specic optical or physico-chemical
attributes like localized surface plasmon resonance.9 However,
tackling breast cancer with AuNPs captured scientic curiosity
Fig. 2 Publication trends based on search terms “gold nanoparticles in c
different scientific repositories (SD-T&F Cancer/BC). SD: ScienceDirect;
period of interest: January 2013–July 2023.

© 2024 The Author(s). Published by the Royal Society of Chemistry
a little later compared to their intervention in other cancer
variants.

AuNPs consist of a gold atom (Au) in the inner core deco-
rated by a negative charge at the surface. Particle engineering of
AuNPs with different biomolecules (proteins, enzymes or DNA)
assures the site-specic localization of NPs with programmed
delivery of drug cargo.10 AuNPs exist in diverse morphologies
viz. nanospheres, nanoclusters, nanorods, nanocubes, nanoc-
ages, nanostars or nanoshells (Fig. 3).11 Some morphologies are
more prominent in a specic pharmacological response such as
ancer treatment” and “gold nanoparticles in breast cancer treatment” in
W: Wiley; PM: PubMed; T&F: Taylor and Francis; BC: Breast Cancer;

Nanoscale Adv., 2024, 6, 2766–2812 | 2767
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Fig. 3 Different shapes of gold nanoparticles and their significant characteristics. AuNPs can exist as nanoshells, nanorods, nanostars, nano-
clusters, nanospheres, nanocubes, and nanocages. Each category possesses unique features which contribute to their physico-chemical
characteristics and subsequently in their applications.
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targeted delivery,10 photodermal and photothermal therapy,12

SERS based imaging,13 photo-electronics, clinical management
of cancer,14 microbial infections,15 contrast agents and eld
enhancers,16 chemical and biochemical sensors17 and as
radiosensitizers.18

AuNPs allow easy association of site-directed ligands,
imaging probes, therapeutic bioactive materials and other
functional moieties to facilitate diagnostic, therapeutic or
theranostic applications in cancer at the molecular level.19

Engineering of AuNPs has become a mandatory art to favor the
intended clinical application. Various mechanisms for the
synthesis of AuNPs containing functional moieties are being
explored either to increase their bonding with biological
molecules or to make them better drug-carriers with improved
specicity. Modern trends in the tuning of AuNPs involve the
use of one or a combination of the functional moieties like
polyethylene glycol (PEG), bovine serum albumin (BSA), amino
acids and polypeptides, oligonucleotides, antibodies or
biomarkers, which are discussed in this review for management
of BC.

AuNPs have distinct advantages depending on their proper-
ties and intended use. The most important property of AuNPs in
clinical translation is biocompatibility as they are less likely to
induce immune responses or toxicity as compared to other
nanoparticles viz. copper oxide, zinc or cobalt NPs. The facile
2768 | Nanoscale Adv., 2024, 6, 2766–2812
feasibility of AuNPs for convenient surface modication is
another major advantage in applications like targeted drug
delivery and molecular sensing. While other nanomaterials
such as silver, copper, or iron oxide nanoparticles also have
surface modication capabilities, they typically require addi-
tional ligands or modiers for surface applications. Without the
need for surface engineering, AuNPs also possess distinctive
optical characteristics, notably localized surface plasmon reso-
nance (LSPR), which can be explored for diverse applications
including biosensing, imaging, and photothermal therapy,
making AuNPs superior to other nanoparticles.20 With their
higher atomic number and robust scattering and absorption
properties, AuNPs offer various bioimaging modalities such as
optical, photoacoustic, and computed tomography (CT)
imaging which adds to their clinical value.

Beside all these, AuNPs have excellent chemical and thermal
stability, making them suitable for applications requiring high
temperatures (photothermal or radiotherapy) with high drug
loading capacity. AuNPs offer similar electrical conductivity to
metal oxide nanoparticles (NPs), while possessing the addi-
tional advantage of being resistant to oxidation.21 This property
ensures their efficacy and performance in harsh environments,
contrasting with iron oxide or copper oxide NPs which are prone
to oxidation, potentially compromising their effectiveness and
durability over time.22
© 2024 The Author(s). Published by the Royal Society of Chemistry
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Diverse strategies exist in combating BC using AuNPs. AuNPs
can be engineered to act as targeted drug delivery vehicles to
deliver therapeutics to BC cells safeguarding the healthy cells.
AuNPs can be used as sensors for probing and imaging BC cells
using surface enhanced Raman spectroscopy (SERS). AuNPs can
tackle BC through plasmonic photothermal therapy (PPTT),
radiotherapy or by preventing angiogenesis and metastasis.23

AuNPs have proved effective in critical clinical challenges like
triple negative breast cancer (TNBC) by interacting with over-
expressed cell-surface receptors which are not connected with
cell proliferation or survival.24 Engineered AuNPs successfully
delivered drugs and induced apoptosis even in multi-drug
resistant BC cells.25 The acceptance of AuNPs in clinical appli-
cations is further intensied due to their safety towards normal
cells.26

However, although bulk gold acts as a noble metal, AuNPs do
exhibit toxicities in different systems depending on their size
and shape, particle engineering, dosage, route of administra-
tion, exposure time etc. Increased cellular uptake and low bio-
distribution oen lead to long term toxicity, which is consid-
ered to be a major hurdle for nano-gold formulations. Although
several AuNPs have translated into pre-clinical and clinical
stages, none of them have yet progressed to the point of
entering the market. As such, researchers are coming up with
newer strategic manoeuvres to address their drawbacks. This
review summarizes the entire portfolio of nano-scale gold,
covering synthesis routes, stabilization techniques, particle
engineering, toxicity, and pre-clinical and clinical developments
to establish their role in BCmanagement either as therapeutics,
diagnostics or theranostics. Although numerous reports have
successfully conrmed the clinical backdrop of exploring gold
nanoparticles in BC, scientic insights into their formulation
perspectives to arrive at tailor-made solutions remain unex-
plored. The present work addresses this niche area to provide
a comprehensive scientic databank to assist fast-track clinical
translation of nano-scale gold.
2. AuNP synthesis and stabilization

Basic strategies for nanoparticles synthesis revolve around two
pivotal pillars: the “top-down” method and the “bottom-up”
method. Top-down methods involve destruction, in which bulk
materials are broken into smaller particles to produce nano-
particles by thermal decomposition,27 ball milling,28 laser
ablation,29 sputtering,30 UV and IR irradiation31 and aerosol
technology.32 On the contrary, bottom-up synthesis is
constructive i.e. nanoparticles are synthesised starting from the
atomic level using different techniques such as the sol–gel
approach,33 spinning,34 chemical vapour deposition35 and green
biological synthesis using plant materials, extracts, and micro-
organisms.36,37 The formation of AuNPs generally follows
a bottom-up synthesis route consisting of two steps: rst the
reduction of bulk gold precursor (Au3+) is carried out with the
help of reducing agents, followed by stabilization of the AuNPs
formed with specied capping agents, which helps in restricting
further agglomeration of the nanoparticles. Several synthetic
© 2024 The Author(s). Published by the Royal Society of Chemistry
approaches are available to synthesize AuNPs, which are dis-
cussed as follows.

2.1. AuNP synthesis via chemical methods

Chemical synthesis of AuNPs involves reduction as well as
stabilization with different chemicals using different tech-
niques. The Turkevich method, Fren's method of modied
synthesis, and the Brust–Schiffrin method are generally applied
for the synthesis of AuNPs.

2.1.1. Turkevich method. The Turkevich method, also
known as the citrate reduction method, is the most common
method for the synthesis of spherical AuNPs with size ranging
from 2 to 150 nm and was rst reported by Turkevich in the year
of 1951.38 According to this method, the addition of citrate
(trisodium citrate dehydrate) to a boiling solution of hydrogen
tetrachloroaurate (HAuCl4$3H2O) results in a colour change of
the solution from light yellow to wine red aer stirring for few
minutes, which denotes the reduction of Au3+ to Au0 and the
completion of AuNP synthesis. Citrate plays a dual role as
reducing agent and stabilizing agent.38,39

The modication of the Turkevich method by Frens modi-
ed synthesis in 1973 successfully produced the narrow size
range of AuNPs by tuning the molar ratio of citrate to Au salt.40

Several modications were applied to the technique with
different pH values to control the size andmechanism of AuNPs
(Fig. 4).41 The Turkevich method generally forms spherical to
quasi-spherical nanoparticles but when the particle dimension
exceeds 30 nm, it tends to exert a broader size distribution
pattern with considerably low yield.42

2.1.2. Brust–Schiffrin method. The drawbacks of the Tur-
kevich method have been addressed by forming less dispersed
nanoparticles through the Brust–Schiffrin method. In 1994,
Brust and Schiffrin successfully synthesised AuNPs of 1–5 nm
with increased thermal and air stability by using a phase
transfer agent i.e. tetraoctyl ammonium bromide (TOAB). In
this method, TOAB primarily acts as a transferring agent which
pushes out the gold salt from the aqueous phase to an organic
phase (like pyridine). In the second stage, gold (Au3+) is reduced
to Au0 using reducing agents like sodium borohydride (NaBH4).
The stabilization of synthesised AuNPs is achieved by capping
AuNPs by alkane thiols.43,44 In this technique, the colour change
from orange to brown marks the formation of AuNPs.45 The
reaction procedure is illustrated in Fig. 5. Although the Brust–
Schiffrin method is extensively utilised in the development of
AuNPs, the biological activity of the synthesised nanoparticles
following this route is somehow curtailed as they expressed
preferential solubility in organic medium compared to
aqueous.

2.2. AuNP synthesis via a physical method

The physical method for AuNP synthesis involves different
physical or physicochemical or electrical or photochemical
approaches.

2.2.1. Electrochemical method. The size of AuNPs can be
electrochemically controlled using a two-electrode cell, i.e. an
anode and cathode. This approach was rst coined by Reetz
Nanoscale Adv., 2024, 6, 2766–2812 | 2769
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Fig. 4 Turkevich's method for AuNP synthesis and the reaction route according to different pH systems. In acidic pH conditions, nucleation is
fast (<10 s) with random particle attachment followed by ripening, whereas a slightly basic pH directs slow nucleation (∼1 min), followed by slow
growth of intermediate particles to synthesise gold nanoparticles.

Fig. 5 Brust–Schiffrin's method for AuNP synthesis. In this two-phase synthesis method, TOAB transfers the gold salt to an organic phase
(pyridine/Py) from the aqueous medium. In the second step, sodium borohydride (NaBH4) reduces Au

3+ ions to nano-gold followed by stabi-
lization by dodecanethiol (nC12H25SH).

2770 | Nanoscale Adv., 2024, 6, 2766–2812 © 2024 The Author(s). Published by the Royal Society of Chemistry
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Fig. 6 Electrochemical method for AuNP synthesis. During electrolysis, a gold plate used as an anode generates Au3+ ions, which are attracted
towards the oppositely charged cathode and reduction takes place. After reduction, the random attachment of Au0 ions forms nanogold
stabilized by surfactants like TAAB (in the figure tetradodecylammonium bromide).
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et al. (1994).46 In this method, when the oxidised metal ions in
the bulk solution get trapped by surfactants like alkyl ammo-
nium bromide, they develop a positive surface charge, which
results in their attraction to the negatively charged cathode.
Tetra-alkyl ammonium bromide (TAAB) also acts as stabilizer
which stops the agglomeration of AuNPs in the cathode wall47

(Fig. 6).
2.2.2. Seed growth method. Turkevich or Brust methods

mostly form nanoparticles with spherical to quasi-spherical
geometry, the seed growth allows tailor-made formation of
different shapes of AuNPs like nanorods, nanocubes, nano-
wires, nanotubes etc. involving anisotropic growth on gold
nanospheres related to the specic application desired.48,49 This
two-step procedure is initiated with the reduction of gold salts
to uniform seeds with the help of a strong reducing agent like
© 2024 The Author(s). Published by the Royal Society of Chemistry
sodium borohydride (NaBH4). The seed particles in the next
step act as a template in which newly reduced AuNPs are
deposited to ensure several variations in size as well as shape
(Fig. 7).50 AuNP deposition or anisotropic growth is a slow
process which involves the reduction of more or bulk salts using
weak reducing agents like ascorbic acid. The second step
comprising anisotropic growth can be regulated by adjusting
parameters such as seed to metal ratio, catalyst (as a strong
reducing agent) to stabilizer (weak reducing agent) ratio or pH/
temperature.49

2.2.3. Digestive ripening. Digestive ripening is the method
in which the preparation of AuNP is processed using ripening
agents or ligands like alkanethiols, amines, phosphenes or
silanes at a specic high temperature.51 This method is well
known for generating nano-dispersed AuNP from AuNPs with
Nanoscale Adv., 2024, 6, 2766–2812 | 2771
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Fig. 7 Seed-mediated growth for AuNP synthesis. This two-step procedure is initiated with the reduction of gold salts to uniform seeds (seed
media) with the help of the strong reducing agent NaBH4. The seed media in the next step acts as a template in which growth media containing
gold precursor and a weak reducing agent (ascorbic acid) is mixed. Deposition of growth particles on seed particles leads to anisotropic growth
on different planes and different shapes of nano gold is achieved.

Fig. 8 Digestive ripening in AuNP synthesis. This method is well
known for making monodispersed particles using alkanethiols at an
elevated temperature.
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a high polydispersity index (PDI). At rst, gold colloidal dilution
is heated for 140 °C for 2 min and the ripening occurs at 110 °C
when ligands are charged into the solution (Fig. 8).52

Apart from all the physical methods discussed above, ultra-
sound mediated synthesis,26 UV-induced photochemical
reduction31 or laser ablation techniques29 are also employed for
the synthesis of AuNPs. Microwave53 and solvothermal
2772 | Nanoscale Adv., 2024, 6, 2766–2812
reduction of HAuCl4 (ref. 54) are also considered as physico-
chemical approaches in synthesising AuNPs.
2.3. AuNP synthesis via a biological method

The chemical and physical methods applied for the synthesis of
AuNPs are associated with expensive and toxic substances,
which limit their biological applications. Biological methods on
the other hand provide eco-friendly green approaches and have
recently gained much more importance because of easy avail-
ability, biocompatibility, induced bio-applications, and easy
and ready synthesis at normal suitable temperatures and pres-
sure. Biological methods for AuNP synthesis can be achieved
using different plants and their extracts, micro-organisms,
biomolecules etc.55

2.3.1. AuNPs biosynthesis using microorganisms. Micro-
organisms like bacteria, fungi, yeast etc. are exciting nano-
factories for synthesising AuNPs due to the presence of
several reductase enzymes which convert Au3+ to Au0. Microor-
ganisms like bacteria can attract positively charged gold ions
with their negatively charged cell wall and perform intracellular
or extracellular reduction of gold ions. Depending on the site of
© 2024 The Author(s). Published by the Royal Society of Chemistry
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Table 1 AuNP biosynthesis using microorganisms

Genus Microorganism Temperature Synthesis type Size and shape of AuNPs Reference

Bacteria Enterococcus sp. RMAA 37 °C Intracellular 5–10 nm; spherical 64
Vibrio alginolyticus 40 °C Extracellular 50–100 nm; irregular shape 65
Lysinibacillus odysseyi 45 °C Extracellular 12–16 nm; spherical 66
Bacillus marisavi r.t. Extracellular 14 nm; spherical 67
Amycolatopsis sp. 30 °C Extracellular 44 nm; spherical and irregular 68

Fungi Fusarium oxysporum 30 °C Extracellular 22–30 nm; spherical or hexagonal 69
Agaricus bisporus 80–100 °C Extracellular 53 nm; spherical, oval, drum-like,

hexagonal, and triangular shapes
70

Fusarium solani 28 °C Intracellular 40–45 nm, spindle shape 71
Yeast Candida parapsilosis 37 °C Intracellular < 30 nm, spherical 72
Algae Acanthophora spicifera 60 °C Extracellular < 20 nm, spherical and oval 73

Gracilaria crassa r.t. Extracellular 28–36 nm; spherical 60
Halymenia dilatata 60 °C Extracellular 16 nm, triangular and spherical 74
Chondrus crispus, Gelidium corneum and
Porphyra linearis

30 °C Extracellular 16.9–44.2 nm, spherical and polyhedral 75

Bread mold Neurospora crassa 28 °C Intracellular 32 nm; spherical 76
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reduction, bacterial synthesis of AuNPs can be classied into
two processes-extracellular and intracellular. During intracel-
lular synthesis, gold ions become electrostatically attached with
the carboxyl groups present in the cell wall of microbes, fol-
lowed by transportation of gold ions inside microbial cells
where enzymes or intracellular co-factors nally reduce Au3+ to
form AuNPs. On the other hand, extracellular synthesis is quite
easy and devoid of critical separation processes like intracel-
lular ones as reduction of gold ions occurs outside themicrobial
cells aer getting trapped on the cell surface by different
extracellular enzymes.56,57 Microbes sometimes go through
biosorption, metal complexation, extracellular precipitation, or
induce toxicity via oxidation–reduction during the biosynthesis
of metallic NPs.58

Nowadays, biosynthesis of AuNPs using fungi rather than
using bacteria is becoming a more popular approach due to
more frequent and less tedious work plans with successful
outcomes. Fungi produce more enzymes than bacteria which
make them more suitable for the faster conversion of metallic
salts to NPs. Using fungi for the microbial synthesis of metallic
nanoparticles is more advantageous than that with bacteria due
to the presence of mycelia, a thread-like hyphae which causes
greater surface for interaction with metallic salts.59 Yeasts and
algae can also perform biological synthesis of AuNPs. Several
studies have suggested that the hydroxyl and carbonyl groups
present in algal biomass are responsible for the reduction as
well as stabilization of AuNPs.60

Extracellular microbial or fungal enzymes like nicotinamide
adenine dinucleotide (NADH) and nicotinamide adenine
dinucleotide phosphate (NADPH)-reliant enzymes viz. nitrate
reductase act as electron carriers essential for the conversion of
Au3+ to Au0.61 Fungi also produce enzymes like acetyl xylan
esterase, cellobiohydrolase D, glucosidase and b-glucosidase,
hemicellulose, 3-glucanase, cell wall lytic enzyme b-1 etc. for
extracellular mycosynthesis of AuNPs.62 Rhodococcus or Ther-
momonospora sp. (actinomycetes) and Verticillium sp. (fungi) are
involved in the intracellular synthesis of AuNPs. Phanerochaete
chrysosporium, a fungi producing laccase enzyme, acts as an
© 2024 The Author(s). Published by the Royal Society of Chemistry
extracellular reducing agent, whereas ligninase from the same
sp. helps in intracellular bioreduction of gold ions.63 Recent
developments in biosynthesis of AuNPs using microorganism
are summarized in Table 1.

2.3.2. AuNP biosynthesis using plant-derived materials.
Plant-derived materials consisting thousands of active metab-
olites like alkaloids, polyphenols, glycosides, tannins, pigments
etc. have emerged as greener, cleaner, and reliable tools in
biosynthesis of NPs. Numerous reports exist related to the
biosynthesis of AuNPs using different plant-derived materials,
plant extracts, and isolated plant bioactives where they effec-
tuate the formation and stability of NPs. Using plant products in
AuNP synthesis also limits the waste formation and tedious
purication steps aer synthesis.77 Among the different plant
parts used, plant leaf extracts are mostly reported to initiate
faster Au3+ reduction to form AuNPs with higher yields as leaves
are richer in polyphenolic contents. The leaf extract of Capsicum
chinense was found to synthesise stable AuNPs easily with
a faster rate than the root or stem extract.78 Uzma et al. (2020)
have synthesised AuNPs of 20 nm size within 5 min using leaf
extracts of Commiphora wightii and evaluated it against MCF-7
BC cells where they nd remarkable anti-cancer activity
exhibited by the nanosystem. The authors concluded that
several secondary metabolites i.e. alkaloids, avonoids, sapo-
nins, steroids, glycosides, tannins, amino acids and phenolic
groups present in the leaf were responsible for the bioreduction
of Au ions.79 Another study by Akhtar et al. (2022) reported the
formation of AuNPs within <20 s using microwave heating, the
ower extract of Hibiscus rosa sinensis (AuNP-Hibiscus) and
turmeric powder (AuNP-Curcumin). Their study revealed better
anti-proliferative activity of AuNP-Hibiscus than of AuNP-
Curcumin against colon (HCT-116) and breast (MCF-7) cancer
with no signicant toxicity in non-malignant embryonic kidney
cells (HEK-293) ensuring its biocompatibility.80 Seeds of Foe-
niculum vulgare were used by Chen et al. (2022) to prepare 17–
20 nm AuNPs which exhibited dose-dependent cytotoxicity
against ZR 75-30, T47D, and HCC1187 BC cell lines without
producing any cytotoxicity on the normal cell (HUVEC).81 Root
Nanoscale Adv., 2024, 6, 2766–2812 | 2773
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Table 2 AuNP biosynthesis using plant-derived materials

Part of plant
used Plant Active components Size of AuNPs Shape of particles Reference

Seed Mangifera indica Hydroxyl and carboxyl groups in
avanoids, terpenoids, tannins

50 nm Spherical 85

Garcinia kola OH (polyphenolic compounds) and
NH (proteins) of phytates, tannin,
oxalate, cyanate, saponins and
anthraquinones

2–17 nm Spherical 86

Citrus reticulata Vitamins, citric acid, amino acids,
proteins, terpenes, ascorbic acid

11.14–32.76 nm Spherical 87

Parkia speciosa
Hassk

OH, C]C, C–H, and C–N functional
groups of polyphenol, phytosterol,
and avonoids

5–20 nm Spherical 88

Leaves Terminalia arjuna Arjunetin, leucoanthoc-yanidins,
hydrolyzable tannins

15–30 nm Spherical 89

Saturejarechingeri Geraniol, geranyl acetate, geranial
and neral

15.1 � 3.7 nm Spherical 90

Cyanthillium
cinereum

Phenols, avonoids, steroids,
tannins, saponins and phlobatannins

14.90 nm Spherical 91

Jasminum
auriculatum

Amine, hydroxyl and amide present in
avonoids, polyalcohols and
terpenoids

8–37 nm Spherical 92

Combretum
erythrophyllum

Flavonoids, alkaloids, terpenoids,
proteins, and water-soluble
biomolecules

13.20 nm Spherical 93

Flower Clitoriaternatea Flavonol and anthocyanin 18–50 nm Spherical 94
Jatropha integerrima Anthocyanin, carbohydrate,

coumarin, glycoside, phenol, protein,
saponin, and tannin

28–43 nm Spherical 95

Polianthes
tuberosa L.

Amines, phenol, alcohol, ester
linkages, and carboxylic acid

38.76 nm Spheres, triangles,
pentagons,
hexagons, and rods

96

Stigma Crocus sativus NH or OH groups for reduction,
COOH for stabilization

25–35 nm Spherical, rod and
triangle

97

Fruit Rosa canina Polyphenols, avanols, carboxylic
acid, alkenes

20 nm Pseudo-spherical 98

Carica papaya Flavonoids, tannins, alkaloids,
polyphenols, carotenoids, papain and
chymopapain

12 � 2.31 nm Spherical 99

Piper nigrum NH or OH groups for reduction,
COOH for stabilization

40–60 nm Spherical and oval 100

Peel Spondias dulcis Carboxyl, hydroxyl, and amide groups 36.75 � 11.36
nm

Spherical 101

Ananas comosus and
Passiora edulis

Proteins, minerals, lipids, vitamin,
phenolic compounds, avonoids and
carotenoid

20.71 � 7.44 nm
and 18.68 � 5.55
nm

Spherical 102

Plant Physalis minima OH or NH groups found in
carbohydrates or proteins

36 nm Cubical 103

Turnera diffusa Hydroquinone-b-D-glucoside
(arbutin)

24 nm Spherical 104

Stem Brassica oleracea var.
acephala

OH and NH groups of proteins,
polysaccharides or polyphenols,
sulphoraphane and glucosinolates

25.08 � 3.73 nm Spherical 105

Euphorbia
neriifolia L.

Sugar, tannins, avonoids, alkaloids,
24-methylene cycloartenol,
triterpennoidal saponins

23–25 nm Spherical 106

Root Glycyrrhiza glabra NH, OH and CH groups present in
avonoids, phenolics, glycosides,
organic acid, proteins, amino acids
and fatty acid

2.6–16.25 nm Spherical 107

Hemidesmus
indicus L.

Proteins, lipids and polyphenols 37 nm Hexagonal 108

2774 | Nanoscale Adv., 2024, 6, 2766–2812 © 2024 The Author(s). Published by the Royal Society of Chemistry
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Table 2 (Contd. )

Part of plant
used Plant Active components Size of AuNPs Shape of particles Reference

Rhizome Corallocarpus
epigaeus

Hydroxylamine and proteins 30 nm Spherical 109

Kaempferia
parviora

Polymethoxy avanones, hydroxyl
and carbonyl groups

44 � 3 nm Spherical 110

Bark Cinnamomum cassia Terpenoids, carbohydrates, avones,
and proteins

35 nm Spherical 111

Salix alba L. Hexose (fructose, glucose, mannose
and xylose), tannins and mineral
substances

8–25 nm Spherical 112

Nut shells Juglans regia Reducing sugars, alkaloid, tannins,
phenols and saponins

10–50 nm Spherical and
triangular

113
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extracts of Terminalia mantaly were used to prepare AuNPs
which were found to be cytotoxic against colon (Caco-2), MCF-7
and hepatocarcinoma (HepG2) cell lines.82 Apart from leaves,
owers, and roots, other plant parts like stems, bark, fruit, peel,
Table 3 Plant-metabolites explored in AuNP synthesis

Phytometabolite Class Size of AuNPs Sh

Epigallocatechin-3-
gallate (EGCG)

Catechin 135 and 39 nm Sea
an
nm

Kaempferol 3-O-b-D-
apiofuranosyl-7-O-a-
L-
rhamnopyranoside

Flavonol linked with
sugar

37 � 11 nm Sph

Arbutin Glycoside 10.30–17.13 nm Sph

Apigenin Flavonoid (tri-
hydroxy avone)

21.4 � 11.6 nm No

Chrysin Dihydroxy avone 32–38 nm Sph

Quercetin Flavonoid (avonol) 20–50 nm Sph

Curcumin Phenolic pigments
(diarylheptanoid)

18 � 3.3 nm Sph

Resveratrol Polyphenolic
phytoalexin
(stilbenoid)

11.9 � 3.1 nm Sph

Baicalein Trihydroxyavone 20–40 nm Sph

Genistein 7-Hydroxyisoavone 10–23 nm Sph

Luteolin Tetrahydroxyavone 25–30 nm Sph

Naringenin Flavanone 12.53 nm Sph

Anthracene Alkaloid 76 nm (DLS) No

Phenylalanine
conjugated cholic
acid

Protein 21.4 nm Sph

© 2024 The Author(s). Published by the Royal Society of Chemistry
seeds, and nutshells or sometimes whole plant extracts have
been used to synthesise AuNPs.83 Santhoshkumar et al. (2017)
and Bharadwaj et al. (2021) comprehensively reviewed plant-
derived product assisted synthesis of AuNPs.77,84 Table 2 lists
ape of AuNPs Activity Reference

-urchin (135 nm)
d spherical (39
)

Uptake increases on HeLa (135 nm
AuNPs) and MDA-MB-231 cells (with
39 nm AuNPs)

119

erical Catalytic, antioxidant and anticancer
activities

120

erical Enhanced anti-inammatory activity
and whitening capabilities

121

t mentioned Cardioprotective activity against Dox-
induced cardiotoxicity. Boost
myocardial performance

122

erical Anti-cancer, antioxidant and anti-
microbial

123

erical Anticancer activities against A549 and
HeLa

124

erical ROS mediated apoptosis in MCF-7
cancer cells

125

erical Caspase mediated apoptosis in
pancreatic cancer cells BxPC-3

126

erical Anti-cancer, antioxidant and anti-
microbial

127

erical Anti-oxidative and anti-proliferative
activity in prostate cancer cell lines

128

erical Anti-cancer activity against TNBC cell
line

26

erical Anti-cancer activity against prostate
cancer

129

t mentioned 1O2 generation and local X-ray dose
enhancement efficacy

130

erical Colorimetric probe for the detection
of Hg2+, Pb2+ and Cr6+ ions

31
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Table 3 (Contd. )

Phytometabolite Class Size of AuNPs Shape of AuNPs Activity Reference

Methionine Protein 13 nm Spherical Tumor targeting efficacy and SPECT-
based imaging capacity

131

Cysteine, tyrosine,
tryptophan

Protein 8–27 nm Spherical Increased cellular uptake by HeLa
cancer cells

132

Histidine Protein 3 � 0.3 nm Spherical Novel detection platform for
barbaloin and temperature sensor

133

Calix[4]
resorcinarene

Cyclic oligomer 20 nm Spherical,
hexagonal, rods

Selective and sensitive uorescent
probe for copper and leucine

134

Thymol Terpenoid 10 nm Granular Reduce toxicity of bacteria resistant
last-resort antibiotics

135

Cinnamic acid Organic acid 89 nm Spherical Anti-amoebic activity against
Naegleria fowleri

136

Ferulic acid Hydroxycinnamic
acid

34.2 � 1.3 nm Spherical Inducing ROS mediated apoptosis on
skin cancer cells (A431) by increasing
MMP

137

Chlorogenic acid Hydroxycinnamic
acid

35–40 nm Flower-shaped Antioxidant activity 138

Gallic acid Phenolic acid 14.1 � 2.2 nm Spherical Multifunctional theranostic agent
with Doxorubicin loading capacity

139

Rosmarinic acid Polyphenolic ester 100 nm Spherical or quasi-
spherical shape

NIR-mediated PTT system for the
treatment of breast cancer

140

Fig. 9 Electrostatic stabilization through the electrical double layer. Positive and negative ions present in the dispersion media involved in surrounding
the negatively charged NPs give rise to form an electrical double layer which mainly contributes to repulsive forces between two double layer forming
particles. Stability of colloidal particle is achieved by the interplay between van der Waals's attraction and electrical double layer repulsion.

2776 | Nanoscale Adv., 2024, 6, 2766–2812 © 2024 The Author(s). Published by the Royal Society of Chemistry

Nanoscale Advances Review

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

7 
A

pr
il 

20
24

. D
ow

nl
oa

de
d 

on
 3

/1
4/

20
26

 7
:0

7:
55

 A
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d3na00988b


Review Nanoscale Advances

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

7 
A

pr
il 

20
24

. D
ow

nl
oa

de
d 

on
 3

/1
4/

20
26

 7
:0

7:
55

 A
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online
diverse plant-derived materials and their active constituents
explored for AuNP synthesis.

2.3.3. Synthesis of AuNPs using phytometabolites.
Secondary metabolites produced in plants mainly contribute to
the defense mechanism owing to the presence of phenolic or
reducing groups that act as anti-oxidants to protect plants from
harmful biological or environmental factors.114 Plant derived
metabolites like polyphenols (phenolic acids, avonoids,
lignans, and tannins), alkaloids, terpenoids, reducing sugars,
glycosides, saponins, proteins and organic acids are of interest
in the synthesis of AuNPs [Table 3]. Among the metabolites,
particularly avonoids are widely used due to their high
reducing efficacy as well as stabilizing property. The phenolic
hydroxyl (–OH) groups present in the catechol moiety of avo-
noid participates in keto–enol tautomerism and provide the
electrons needed for the reduction of gold. The oxidized keto
form of the avonoid further attaches on the surface of the
nanoparticles providing stability.115 During the synthesis, the –

OH groups initially capture metal ions via chelation and in the
next step oxidation-reduction simultaneously occur viz. –OH
oxidizes to carbonyl (C]O) and Au3+ reduces to Au0. Generally,
for avonoids, the preferred chelating site is found to be at the
3rd or 5th positioned –OH or the 4th positional carbonyl group
possibly due to the comparatively lower bond dissociation
energy than that of the –OH at other positions.116 In the case of
reducing sugars, the electron is transferred when oxidation of
aldehyde (–CHO) groups takes place to produce corresponding
carboxylic acids (–COOH) in the synthesis of nanoparticles.117

While synthesizing nano-gold, determining the optimized
conditions i.e. optimal concentration, temperature, reaction
time or pH should be done very carefully as these factors
signicantly affect the physical, morphological and even
chemical characteristics of the synthesized particles. In our
Fig. 10 Steric stabilization through (a) elongated bulky molecules, (b)
chelating agents create steric hindrance which forms the basis of the N

© 2024 The Author(s). Published by the Royal Society of Chemistry
previous study with luteolin engineered AuNPs, we found that
even with a small change in optimized concentration (molar
ratio), temperature or reaction time, particle size and zeta
potential values change drastically.26 The reason behind the
controlled NP properties with respect to these factors are well
explained by Zuhrotun et al. (2023).116 Kuppusamy et al. (2016)
reported that the number of hydrogen ions in the hydroxyl
group possessed by a phytochemical could affect the size and
shape of synthesized NPs.118

2.4 Stabilization of the synthesised AuNPs

Aer synthesis, metallic NPs possess high surface energy (up to
2000 mJ m−2) due to their surface area enhancement resulting
in thermodynamic instability.141 By their nature, NPs undergo
aggregation which reduces the interfacial tension of nano-
conjugates via decreased surface area and effective volume
fraction, thus compensating for the disordered circumstances
of NPs in a colloidal state. Despite the relative high surface area
and high energy, van der Waals forces serve as the main
attractive force which leads to nanoparticle aggregation, with
co-ordination unsaturation and unstable atomic environment
as other proven contributors. To perform the stabilization of
colloidal NPs, stabilizing agents, capping agents come into play
which mainly work via creating repulsive barrier between the
particles to overcome the inuence of van der Waals forces
among the particles.142 The stabilization process of NPs can be
achieved by three different stabilization phenomena i.e. elec-
trostatic, steric and electrosteric techniques.

2.4.1. Electrostatic stabilization. The mainstay of electro-
static stabilization (ES) is the fact that particles with equal or the
same charge experience repulsive forces between each other.
Aer synthesis, different ions present in the dispersion media
surround the NP surface which results in a charged layer. The
polymers or (c) chelating agents. These bulky molecules/polymers/
Ps stability in dispersed media.

Nanoscale Adv., 2024, 6, 2766–2812 | 2777

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d3na00988b


Fig. 11 Electrosteric stabilization obtained using quaternary ammonium ionic liquids. Charged molecules like tetra-alkyl quaternary ammonium
ions can stabilize NPs via electrostatic stabilization and as they are bulky, they can also induce steric stabilization. Coupling electrostatic and steric
stabilization forms the basis of electrosteric stabilization.

Nanoscale Advances Review

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

7 
A

pr
il 

20
24

. D
ow

nl
oa

de
d 

on
 3

/1
4/

20
26

 7
:0

7:
55

 A
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online
opposite ions then become attracted and also border the rst
layer giving rise to electrical double layer around the NPs. The
double layer is responsible for repulsion between particles and
generally the basis of ES.52 ES is well explained by the Derjaguin
Landau Verwey and Overbeak (DLVO) theory, which basically
suggests that the stability of a colloidal particle is achieved by
the interplay between the van der Waals's attraction and elec-
trical double layer repulsion. When the overall energy potential
(VT) (sum of the van der Waals's attraction and double layer
counter-ion repulsion) exceeds the kinetic energy (Ek) of the
particles (VT > Ek), the particles gain stability and vice versa.143 In
1940, Levine and Dube et al. suggested that in the case of ES, not
only the electric double layer, but also the induced dipole or
multipoles determine the strength of interaction.144 Depending
on the dipole moments high or low, one can modulate the
agglomeration or redispersion to synthesize “smart NPs”.145

However, because it is a type of kinetic stabilization, ES cannot
be achieved in multiple phase systems and electrolyte sensitive
media52 (Fig. 9).

2.4.2. Steric stabilization. Steric stabilization (SS) deals
with repulsive force between the steric layers formed around the
NP surface. The size and chemical nature of the adsorbed
molecule/ions forming the steric layer affects the degree of
stabilization. Elongated bulky molecules or polymers or
chelating agents can be adsorbed via anchoring entities or can
encapsulate the NPs and curtail their coalescence143,146 (Fig. 10).

2.4.3. Electrosteric stabilization using ionic liquids (IL).
Polyelectrolytes or polymeric surfactants can combine the
effects of ES and SS giving rise to electrosteric stabilization
(ESS). Ionic liquids (IL) or surfactants with high positive and
negative ion densities, can participate in ES and on the other
hand, they also possess a bulky geometry necessary for steric
repulsion. Tetra-alkyl quaternary ammonium halides or imi-
dazolium surfactants are widely used as ILs for ESS.147 The
negatively charged halide ions are adsorbed on the surface of
NPs very easily (chemisorption), while tetra-alkyl quaternary
ammonium ions provide the bulky geometry. Using ILs during
2778 | Nanoscale Adv., 2024, 6, 2766–2812
synthesis can also suppress NP diffusion at elevated tempera-
ture due to high viscosity.143 ILs also provide increased solubility
for metal precursors, substrates or polymers. Different cations
viz, tetraalkylammonium, tetra-alkylphosphonium, 1-alkyl-3-
methyl imidazolium, alkylpyridinium, 1,1-dialkylpyrollidium,
N-(2-hydroxyethyl)-N-methylmorpholinium and anions like tri-
uoromethanesulfonate (CF3SO3), alkylsulfonate or tetra/hexa-
uoroborate or phosphate (BF4

−/PF6
−) with their complemen-

tary counter ions form suitable electrosteric stabilizers.143,148,149

Different capping agents used in the AuNP synthesis and
stabilization are illustrated in Fig. 11.
3. Engineering AuNPs with diverse
moieties for BC management

The primary limitation of AuNPs without functionalization lies
in their in vivo drug delivery applications. AuNPs with their ease
of functionalization offer remarkable clinical opportunities,
which provides solution to the problems present in rst
generation AuNPs.150 Engineering AuNPs with different modi-
ers like PEG, antibodies, proteins, oligonucleotides, sugars etc.
ensures selective or site-specic targeting approaches and
improved pharmacokinetics with the desired renal clearance.

Targeting AuNPs in cancer cells without hampering healthy
cells can be achieved through two different targeting
approaches i.e. passive and active targeting. Tumor cells
possess larger vasculature gaps (100 nm–2 mm) than normal
cells. Being nano-sized, AuNPs can easily penetrate through
these gaps and are retained in tumor cells for a much longer
time, as tumor cells possess disorganized lymphatic systems,
restricting lymphatic clearance and resulting in “enhanced
permeability and retention” (EPR) effects. Passive targeting of
AuNPs into cancer cells exploring EPR facilitates selective tar-
geting and improved retention assisting in enhanced thera-
peutic efficacy151,152 (Fig. 12). Though passive targeting ensures
preferential accumulation of AuNPs in tumors, active targeting
offers an enhanced therapeutic response with maximized
© 2024 The Author(s). Published by the Royal Society of Chemistry
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Fig. 12 Active and passive targeting approach with AuNPs in cancer treatment. Passive targeting depends on the EPR effect of AuNPs and drug
delivery in passive targeting can work on cancer as well as non-malignant cells creating a loophole for the strategist treatment of cancer. On the
other hand, attaching specific surface modifiers or biomarkers to AuNPs viz. peptides, nucleotide sequences, or antibodies ensures active
targeting. In active targeting, drugs can be targeted to the overexpressed biomarkers or cancer related receptors on the surface of the cancer
cells facilitating biosafety.
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chances of protecting healthy tissues compared to the passive
approach. Attaching different targeting ligands like antibodies,
cell surface markers, oligonucleotide sequences, or proteins
with AuNPs helps with targeting and interacting with specic
receptors over-expressed on the BC cell surface152 (Fig. 12).
Thus, the active targeting technique follows a dual approach,
one through EPR and the other through ligand–receptor
interactions.

Modication of AuNPs with different ligands requires suit-
able attachment either by covalent or by non-covalent interac-
tion between the particle and the ligands. Gold has a strong
gold–thiol (Au–S) bond. Love et al. (2005) calculated Au–S bond
energies between Au–thiol and Au–disulde, in which they re-
ported Au–S (disulde) to be stronger (∼60 kcal mol−1) than Au–
S (thiol) (∼45 kcal mol−1).153 On the other hand, non-covalent
interaction can be classied as two types-electrostatic attach-
ment or by layer-by-layer (LbL) assembly. Electrostatic
attachment/adsorption generally involves attachment of anti-
bodies, DNAs or proteins. Proteins being zwitterionic biomol-
ecules, possess charge when a suitable pH system with a similar
© 2024 The Author(s). Published by the Royal Society of Chemistry
isoelectric point is applied. The developed charged molecules
are absorbed on the charged surface of AuNPs easily.154 Elec-
trostatic adsorption can alter, weaken or even denature the
protein structure, which plays a disadvantageous role along
with weak interaction. LbL assembly of multiple polymers with
alternative charge allows AuNPs to bear tunable surface charges
or enables introduction of hydrophobic or lipophilic regions in
AuNPs, thus ensuring increased solubility and clearance of
drugs with low solubility.155

3.1. Engineering AuNPs with polymers or PEG

The main hurdle AuNPs face in biological applications is their
opsonization. The reticuloendothelial system (RES) engulfs the
opsonized NPs by phagocytosis which limits their targeting
approach. PEG is the polymer most commonly used to func-
tionalize AuNPs to achieve a stealth effect.156 PEG can be
attached directly with AuNPs or through a linker i.e. thiols. In
a study, it was suggested that thiol-PEGylated AuNPs not only
offered cargo (Tamoxifen) delivery but also increased intracel-
lular drug import which led to 2.7 fold more potency of the drug
Nanoscale Adv., 2024, 6, 2766–2812 | 2779
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in estrogen receptor positive BC cells.157 Along with stabiliza-
tion, PEG block polymer can also be used as a reducing agent to
synthesize AuNPs. Sarkar et al. (2017) used a non-toxic, non-
ionic amphiphilic tri-block copolymer made up of PEG and
polypropylene glycol (PPG) (PEG–PPG–PEG) as a reducing and
stabilizing agent for the synthesis of Au-nanomicelles. The
nanomicelle was further conjugated with ZD6474 (a tyrosine
kinase inhibitor) and the nano-conjugate was targeted to tumor
cells in MDA-MB-231 xenogra mice models where the authors
observed decreased tumor size with promising conclusions.158

In a recent study, Wang et al. (2021) also synthesized Au-
nanorods functionalized with copolymer PLGA–PEG. The
biodegradable and biocompatible copolymeric system carried
water insoluble Paclitaxel to the targeted vicinity.159Mahalunkar
et al. (2015) used another polymer polyvinylpyrrolidone (PVP) to
functionalize with curcumin–gold nanoconjugate and further
tagged with folic acid (FA). FA–curcumin–PVP–AuNC exhibited
promising in vivo anti-cancer activity without any signicant
toxicity.160 Some of the recent studies of polymer functionalized
Au-nanosystems for the treatment of BC are given in Table 4.
3.2. Engineering AuNPs with proteins and peptides

The most effective way to achieve targeted drug delivery using
AuNPs is to conjugate different proteins or peptides via amino
acid conjugation. Different proteins i.e. essential amino acids
(aspartic acid, glutamic acid, phenylalanine, tryptophan, tyro-
sine, and L-cysteine), plasma proteins (albumins), epidermal
growth factor (EGF), protein sequences i.e. RGD, NLS or TAT or
even vitamins (folic acid) can be easily conjugated with AuNPs
via covalent or non-covalent interactions to favour the intended
application (Table 4). The amine group present in an amino
acid or peptide bind with negatively charged AuNPs through
ionic interaction, whereas the negatively charged carboxylic
group helps in stabilizing AuNPs.

The direct conjugation or ligand exchange method, amine
carboxylate coupling or carbodiimide coupling technique and
click chemistry are the three main techniques are used in
covalent attachment of peptides to NPs. The ligand exchange
method, which is the most commonly used approach to prepare
peptide engineered AuNPs, was rst explored by Hostetler et al.
(1999).161 Due to their strong affinity to Au, sulphur containing
amino acids i.e. cysteine, can easily undergo a ligand exchange
method to substitute itself with citrate and produce stable cys-
AuNPs162 (Fig. 13). Certain basic amino acids like tyrosine or
cysteine also reduce AuCl4

− to Au0 and form peptide conjugated
AuNPs through the chemical reduction method.163 Although
direct attachment is an easy technique, multivalent interactions
between numerous residues of protein and the NP surface oen
lead to protein structure deformation, which is a major disad-
vantage.164 The most important method to functionalize
proteins or peptides to carboxylated AuNPs through chemical
conjugation technique is using “carbodiimide coupling chem-
istry”, where EDC (1-ethyl-3-(3-dimethylaminopropyl)
carbodiimide) reacts with COOH to form an active interme-
diate i.e. O-acylisourea. The unstable O-acylisourea then gets
easily displaced by nucleophilic attack from primary amine
© 2024 The Author(s). Published by the Royal Society of Chemistry
groups present in the protein, leading to the formation of an
amide bond and thus conjugates proteins with AuNPs. N-
hydroxysuccinimide (NHS) or Sulfo-NHS is oen used in car-
bodiimide coupling reaction (EDC/NHS coupling) to generate
another amine-reactive ester intermediate which more effi-
ciently conjugates with proteins (Fig. 13).165 Raposo et al. (2017)
conjugated BSA (bovine serum albumin) to PEG-AuNPs via the
carbodiimide coupling reaction and then AuNPs@PEG@BSA
were further functionalized with Zn(II) based complex TS262
([Zn(1,10-phenanthroline-5,6-dione)2]Cl) and Co(II) based
complex TS265 ([CoCl(H2O)(1,10-phenanthroline-5,6-dione)2]
[BF4]). BSA ensures high loading of cargo in the nanosystems
(AuNPs@PEG@BSA@TS262 and AuNPs@PEG@BSA@TS265),
which exhibited remarkable cytotoxicity in canine mammary
FR37-CMT cell line with IC50 values better than the standard
drugs Doxorubicin and Cisplatin.166

Recently, click chemistry has been used by researchers for
allowing site specic protein conjugation to NPs through
carbon-hetero-atom bond formation giving high and selective
yield. Though click chemistry generally suggests the copper-
catalyzed azide–alkyne 1,3-dipolar cycloaddition reaction
(CuAAC), the presence of copper is detrimental to living cells.
Keeping this in mind, Liu et al. (2017) used a strain-promoted
azide–alkyne cycloaddition reaction (called copper-free click
chemistry or SPAAC) to synthesise folate receptor (FR)-targeted
SERS active Au-nanoprobe without observable cytotoxicity. The
SERS nanoprobe is created by modifying hollow AuNPs with
a monolayer of a Raman-active label known as tris-aza-5,50-
dithiobis(2-nitrobenzoic acid) or N3-DNBA. These labels are
comprised of disuldes, enabling them to be covalently
attached to the surface of AuNPs and azide groups, facilitating
their connection with folate bicyclo[6.1.0]nonynes derivatives
(BCN-Folate) through click chemistry. The click coupling reac-
tion facilitated by cyclooctynes activated by ring strain proceeds
rapidly under mild conditions and does not necessitate a cyto-
toxic copper catalyst167 (Fig. 13). AuNPs functionalized with
lysine or glycine bind to DNA efficiently and ensure efficient
gene delivery without any toxicity. One of the major hurdles
associated with protein engineered AuNPs is the pH depen-
dency of the tagged protein which oen lead to the aggregation
of AuNPs.168
3.3. Engineering AuNPs with antibodies

Antigens present in cancer cells are able to assist in treating
cancer via immunotherapy. Specic cancer cells produce their
own signicant antigens i.e. tumor-associated antigens (TAAs)
by cellular gene mutation of aberrantly expressed normal genes.
In BC, mutated as well as genes those are over-expressed in
breast tissues produce different antigens. The antigens found in
BC include human epidermal growth factor receptor 2 (HER2),
carcinoembryonic antigen (CEA), mucin-1 (MUC-1), carbohy-
drate antigens (CA-15, Tn, TF, and STn) which are over-
expressed and produced by abnormal or immature glycosyla-
tion of different amino acids i.e. serine and threonine, human
telomerase reverse transcriptase (hTERT), and p53 – the most
common tumor suppressor gene found mutated in cancers.169
Nanoscale Adv., 2024, 6, 2766–2812 | 2783
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Fig. 13 Functionalization of proteins with AuNPs using (a) direct conjugation technique where sulphur containing amino acid substitute citrates
take advantage of the affinity of gold for sulphur; (b) through carbodiimide chemistry where carboxylic AuNPs react with EDC and NHS to form an
amine reactive ester which easily reacts with amino groups present in the protein; and (c) through click chemistry using azide derived thiolated
polymer, alkyne terminated proteins. Proteins are attached with newly formed high-strained triazole rings bridging between thiolated polymers
and proteins.
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AuNPs engineered with specic antibodies bind to denite
antigens present in adenocarcinoma cells and induce an
antigen–antibody reaction, thus improving biosensing efficacy
and site-specicity of nanoparticles.

Antibodies can be coupled with AuNPs through covalent,
non-covalent or coordinate (dative) interactions (Fig. 14).
Generally, the EDC/NHS coupling reaction involved in covalent
bonding between antibodies and the COOH/NH2 group acti-
vates AuNPs but oen leads to aggregation and polymerization.
Another problem arises from disordered orientation or wrap-
ping of antibodies on the surface of nanoparticles blocking free
antigen binding sites.170 The problem can be solved by incor-
porating external pH near the isoelectric point of antibody
2784 | Nanoscale Adv., 2024, 6, 2766–2812
which favors ionic or electrostatic adsorption of antibodies to
the surface of nanoparticles. In ionic interaction, although the
net charge distribution and the asymmetry of the antibody
allows the antigen binding sites to be free for binding, it has
certain limitations like a high antibody requirement to conju-
gate with non-magnetic nanoparticles, instability in different
pH conditions and replacement of antibody with other
biomolecules by electrostatic interactions.171 Another non-
covalent attachment is the hydrophobic interaction oen
formed when the hydrophobic area of the antibody interacts
with the metal surface. Dative binding or coordinate bonding is
one type of physical interaction that occurs between the anti-
body and AuNP surface, when only the free sulydryl group
© 2024 The Author(s). Published by the Royal Society of Chemistry
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Fig. 14 Different interactions favouring functionalization of antibodies with AuNPs. Hydrophobic interaction, ionic interaction, dative interaction
with sulfydryl groups, carbodiimide coupling through EDC/NHS and linker facilitated binding are generally utilized to conjugate specific anti-
bodies to the surface of the nano gold.
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present in the antibody shares its outermost electron and both
of them use it covalently.170 Antibodies can also be attached to
AuNPs through a linker. Liao et al. (2005) and Loo et al. (2005)
used pyridyl cross-linkers i.e. long chain succinimidyl 6-[3(2-
pyridyldithio)propionamido]hexanoate (LC-SPDP) or orthopyr-
idyl disulde (OPSS)–PEG–NHS to conjugate antibodies with
Au-nanosystems.172,173

Protein EpCAM over-expression in BC was targeted by anti-
body engineered AuNPs with paclitaxel payload. They exhibited
signicant diminution of BC cell viability compared to AuNPs
designed without antibodies.174 In another comparative study
report it was observed that lectin jacalin or anti HER-2 antibody
conjugated AuNPs exhibited a similar localisation pattern in the
acidic compartments of both human colorectal adenocarci-
noma (HT-29) and HER2+ BC cells (SK-BR-3).175 Penon et al.
(2017) reported that engineered gold nanoparticles with
a porphyrin derivative ligand, a PEG derivative ligand and an
anti-erbB2 antibody resulted in a site-directed photodynamic
response against SK-BR-3 human breast cancer cells.176 Recent
advancement of antibody linked AuNPs in BC treatment is
disclosed in Table 4.

3.4. Engineering AuNPs with oligonucleotides

Oligonucleotide (DNA or RNA) or aptamer functionalized
AuNPs nd use in a wide range of applications, with the most
© 2024 The Author(s). Published by the Royal Society of Chemistry
common being as probes in DNA-based biosensing assays, or in
therapy for nucleic acid delivery including cell-related applica-
tions.177 DNA hybridized AuNPs have become a fascinating area
of research because of the attachment of a denite and
sequential probe which possesses a programmable assembly
process followed by a specic action. Functionalization of
AuNPs with DNA is easy because of the tendency of DNA bases
to form coordinate bonds with Au.178 For direct conjugation or
covalent conjugation, oligonucleotides are rst introduced to
thiol linkers at either the 50- or 30-end of the aptamer to form
thiol-modied oligonucleotide. Since both oligonucleotides
and AuNPs are negatively charged, this conventional technique
needs to follow “salt-aging” and delicate control of the ionic
strength to compensate for the charge repulsion between the
nanoparticles surface and the DNA strands with a longer incu-
bation period (usually overnight).179 DNA absorption onto the
AuNP surface also depends on pH, a freezing environment,
presence of anions like arsenates, or small molecules.180 The
study by Shin et al. (2012) suggested DNA-functionalized AuNPs
were very stable in buffer but they lost stability in PEG and
became easily aggregated.181 Dougan et al. (2009) used disul-
phide-(thioctic acid) modied oligonucleotide probes which
suggested signicant improvements in the stability of oligo-Au/
Ag nanoparticles.182 Apart from the conventional technique,
non-thiolated DNA functionalized AuNPs have also been
Nanoscale Adv., 2024, 6, 2766–2812 | 2785
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reported.183 Some recent studies with oligo-AuNPs in breast
cancer treatment are given in Table 4.

PEGylated AuNPs engineered with the mucin1 (MUC1)
aptamer loaded with Paclitaxel resulted in synergised photo-
thermal therapy and targeted drug delivery leading enhanced
cytotoxicity compared to photothermal therapy or chemo-
therapy alone.184 Nano-complex designed with AS1411 aptam-
ers, melittin and AuNPs produced signicant selective
cytotoxicity to MCF-7 BC cells compared to L929 cells ensuring
site-directed delivery of melittin.185 AuNP modied with polyA
sequences, AS1411 aptamer and antagomir-155 inuences tar-
geted delivery and promotes apoptosis by enhancing the
expression of Tp53INP1 in MCF-7 cells.186

3.5. Engineering AuNPs with saccharides

Apart from proteins, carbohydrates gained much popularity in
nano-based treatment as they possess specic but complex
structural features, which affect different physiological and
pathological circumstances in living systems. Carbohydrate
based nanosystems or simply glycol-nanosystems possess the
capability to restrict rst pass metabolism, counteract p-
glycoprotein mediated efflux, improve intestinal lymphatic
transport, enhance absorption, facilitate chemical modica-
tion, and exhibit mucoadhesive properties make them an
excellent solution for drug delivery associated problems in BC
treatment. According to the Warburg effect, cancer cells need
glucose far more than healthy cells as they reproduce quickly
and at a greater rate. Substitution of this energy source with
other monosaccharides could retard tumor progression and
hence such carbohydrate tagged AuNPs could play an important
strategic role in cancer treatment.187 AuNPs attached to the
second carbon of glucose propound special features like tar-
geting, the ability to differentiate between cancer and inam-
matory cells, enabling contrast ability and triggering clathrin-
mediated cellular uptake of NPs inside cancer cells depending
on GLUT-1 expression.188
Fig. 15 Synthetic procedure of glyco-AuNPs through one, two and three
and stabilizing agent. Two-step synthesis consists of synthesis of citrate-c
sugars. Three-step reactions involve reduction, ligand exchange and co

2786 | Nanoscale Adv., 2024, 6, 2766–2812
Fabrication of different carbohydrate polymers into nano-
systems can be achieved via the in situ copolymerization tech-
nique, solvent casting method or by the electrospinning
technique.189 Glyco-AuNPs can be synthesized through a one,
two or three step reaction (Fig. 15). Single step functionalization
or direct conjugation simply refers to the reduction of Au3+ to
Au0 with sugar itself being a reducing agent as well as a stabi-
lizer. Two steps synthesis consists of synthesis of citrate-capped
AuNPs commonly via the Turkevich method and then ligand
exchange of citrates with thiol ending sugars. Mannose, galac-
tose and glucosamine functionalized Au-nanosystems were
synthesized using this approach; however, a longer synthesis
time, lower glycan loading, and difficulty in controlling the size
and shape of the nanosystem are the main drawbacks associ-
ated with the method.190–192 Three step reactions enable
synthesis of AuNPs via traditional methods, attachment of
linkers through the ligand exchange method followed by func-
tionalization of sugar moieties using different reactions
between ligands and carbohydrates i.e. oxime formation,
reductive amination, alkyne–azide cycloaddition, per-
uorophenylazide (PFPA) photochemistry, amidation etc.193

Katti et al. (2009) functionalized glucose (monosaccharide);
sucrose, maltose, or lactose (disaccharides); raffinose (trisac-
charide); and starch (polysaccharide) with AuNPs using the non-
toxic, water-soluble reducing agent tris(hydroxymethyl)
phosphine-alanine (THPAL).194

AuNPs with glycoamino acids ligands bearing the Thomsen–
Friedenreich antigen linked to isolipoic acid had a profound
inuence on stability enhancement of AuNPs without hindering
their biological action.195 Phthalocyanine-AuNPs engineered
with lactose were reported to produce singlet oxygen and effect
cell death upon irradiation as well as be associated with the
galectin-1 receptor on the surface of BC cells.196 Carbohydrates
as glycolipids or glycoproteins serve as important signalling
moieties of our bodies. Among them monosaccharides and
oligosaccharides have binding selectivity to protein receptors
step reactions. In a single step reaction, sugar itself acts as a reducing
apped AuNPs followed by ligand exchange of citrates with thiol ending
njugation via amidation, amination, oxime formation etc.

© 2024 The Author(s). Published by the Royal Society of Chemistry
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overexpressed on cancer cells. So, these variants can be engi-
neered with AuNPs to get a favourable clinical outcome as
therapeutic, diagnostic or theranostic agents.

4. Theranostic effects of AuNPs

Conventional therapy for heterogeneous diseases lacks speci-
city towards particular cell types or tissues, oen resulting in
suboptimal outcomes. Theranostics, a concept combining
“therapy” and “diagnostic” into a single approach, was coined
in 1998 by US consultant John Funkhouser, aiming for
personalized medicine offering improved prognoses.228 By
integrating nanotechnology, specically nanotheranostics, tar-
geted early disease detection, treatment, and monitoring
becomes feasible. AuNPs serve as effective carriers for both
imaging and therapeutic agents, enabling precise delivery to
target sites while minimizing systemic toxicity. Moreover,
AuNPs can be loaded with multiple contrast agents viz. uo-
rophores, MRI agents, photoacoustic agents, and surface-
enhanced Raman spectroscopy (SERS) reporters for multi-
modal imaging with real-time monitoring of their effects,
enhancing disease characterization without overwhelming the
patient's immune system.229 Nanoplatforms leverage particle
size for enhanced tumor targeting via the EPR effect, exploiting
differences in the tumor microenvironment (TME) such as
vascular abnormalities, hypoxia, and pH. TME-triggered thera-
nostic gold nanoparticles hold promise for tumor-specic
detection and therapy by capitalizing on these unique
features.230

AuNRs with varying aspect ratios were coated with folic acid
(FA)-PEG block copolymer (FAP) and pheophorbide a (Pheo) for
tumor targeting and photodynamic therapy (PDT). AuNRs with
an aspect ratio of 3.84 and longitudinal plasmon resonance at
873 nm (Pheo-conjugated AuNR100) demonstrated enhanced
singlet oxygen generation, photothermal conversion, GSH-
mediated Pheo release, tumor targeting, and a synergistic
PDT–PTT effect.231 An amphiphilic AuNP was coated with
a Raman reporter (BGLA) andmade stealthy with PEG, while pH
sensitivity was achieved via PMMAVP gras. DOX was incor-
porated as cargo, and HER2 antibody enabled specic targeting.
The system's cellular binding, uptake, and intracellular
disruption were evaluated, highlighting its potential for tar-
geted theranostic applications of AuNPs.232 Nanoparticles face
a highly intricate in vivo environment, which differs signi-
cantly from in vitro settings. This leads to notable disparities
attributed to (i) a limited understanding of how NP properties
inuence biointeractions and (ii) variations in experimental
parameters.233 For instance, Zhang et al. (2020) observed
discrepancies where PEG-AuNPs were swily cleared from
mouse circulation despite in vitro studies showing reduced
uptake by RAW 264.7 macrophages.234 Similarly, J. Cancino-
Bernardi et al. (2018) found no signicant differences in
shape or protein coating in vitro, yet AuNP-HSA triggered
a myeloperoxidase mediated inammatory response when
orally administered to Wistar rats.235 Citrate-capped AuNPs
showed no impact on cytokine secretion in vivo but caused DNA
damage in vitro.236 Wang et al. compared the in vitro and in vivo
© 2024 The Author(s). Published by the Royal Society of Chemistry
performances of Au-nanohexapods for theranostic applications,
revealing discrepancies in tumor accumulation and cytotox-
icity.237 Moreover, Dubaj et al. (2022) noted signicant varia-
tions in the internalized gold concentrations between cell lines
and corresponding tissues in vivo, emphasizing the absence of
natural barriers in in vitro setting as the primary cause for these
inconsistencies.238 The discrepancy of in vitro and in vivo results
are well discussed in the reviews of Pavithra Natarajan et al.239

and Khlebtsov et al.233

While various nanoparticles like carbon nanotubes,
quantum dots, iron oxide nanoparticles, and silica nano-
particles can be utilized for theranostic applications, AuNPs
hold a prominent position due to their distinct features such as
strong surface plasmon absorption, stability, biosafety, and
ease of modication. Unlike quantum dots, which face
concerns about the fragility of disulde binding during surface
modication, stable ligand anchoring of AuNPs typically
requires only a monodentate thiol. However, there is debate
regarding whether residual carbon nanotubes may cause long-
term damage to the host, and the absence of a standardized
protocol for preparing high-purity carbon nanotubes at a large
scale presents a challenge for clinical translation.240 Despite the
advantages of each nano-scale agent, they also present their
own set of drawbacks, like toxicity of quantum dots, high-cost of
gold nanoparticles, the limited sensitivity of iron oxide nano-
particles as MRI contrast agents, non-biodegradability of
carbon nanotubes, and the size and self-destructing properties
of silica NPs.241 The study of Alexander Vasil’kov with Au and
iron-oxide NPs in conjugation with Methotrexate clearly sug-
gested the better stability of AuNPs over iron-oxide NPs as iron
was involved in oxidation at higher temperature.242 Research for
improvement of these limitations is ongoing and could be an
interesting brainstorming option for future endeavours. Here,
in this review, we would like to address the theranostic appli-
cations of AuNPs part by part, rst its diagnostic applications,
then therapeutic strategies including photothermal therapy,
radiotherapy and AuNPs as cargo delivery.
4.1. AuNPs in BC diagnosis

The unique optical properties of AuNPs aptly supported by
sophisticated instrumentation setting facilitate BC manage-
ment by exploring them in a dual platform of therapy and
diagnostics.243 Reports of AuNPs tailored with different moieties
like peptides or nucleic acids, antibodies, photo-enhancers,
radiolabeled agents, aptamers, oligonucleotide sensors,
antigen detectors and immunosensors have assisted molecular
probing or imaging of BC cells with high accuracy. AuNPs have
been reported for their integration with BC surface receptors i.e.
HER-2 (human epidermal growth factor receptor-2), integrin b,
and CD-44 (cluster of differentiation 44), in detection of over-
expressed intracellular receptors i.e. ERa (estrogen receptor a)
and also in genetic alterations i.e.mutated BRCA1 (breast cancer
gene 1), p53 over-expression, tumor mi-RNA etc.244

4.1.1. HER-2 expression in BC. HER-2 (a BC cell surface
receptor) oncogenes (HER2, HER2/neu, and cErbB-2) have been
suggested to control growth and progression of BC. HER-2
Nanoscale Adv., 2024, 6, 2766–2812 | 2787
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receptor itself is overexpressed in 20–25% of total cases for BC
incidences.245 HER-2 positive BC has its own unique epidemi-
ological and clinical attributes with poor therapeutic responses
which makes it more aggressive and complex than HER-2
negative one.246 HER-2 or anti-HER-2 antigen conjugated
AuNPs are routinely used not only for diagnosis, but also for the
treatment of BC aer successful association of nanoconjugates
with HER-2 overexpressed BC cells. Aptamers are generally
single stranded short nucleotide sequence of articial DNA and
RNA which binds to specic target receptors, Wu et al. (2022)
conjugated 30-thiolated HER2 probe (AH0) and 50-TAMRA tagged
anti-HER2 aptamer (tAH) with AuNPs to form a dual aptamer
AuNP probe (DA-AuNP). The group was able to classify BC
subtypes i.e. SK-BR-3, MCF-7 or MDA-MB-231 based on Förster
resonant energy transfer (FRET) measuring uorescence
intensity. In single and dual color mode, no uorescence was
observed in the case of MDA-MB-231 (HER2−ve/ER−ve) subtypes,
green uorescence related to FAM (carboxyuorescein) was
observed for MCF-7 cells (HER2−ve/ER+ve) and red uorescence
related to TAMRA (carboxytetramethylrhodamine) was observed
for HER2+ve SK-BR-3 cells.247

4.1.2. Expression of ERa in BC. Estrogen is a hormone that
impacts in growth and development of mammary glands. ERa is
the endocrinal nuclear receptor that activates several pathways
upon binding with estradiol and approximately 80% of total BC
possess ERa (+ve) diagnostic results, which makes ERa an
abundant receptor for the most common targeted treatment in
BC.248 Ahirwar and Nahar (2015) developed salt induced aggre-
gation resistant ERa-RNA-aptamer coated AuNPs which
changes colour from wine-red to deep blue when it attaches to
an ERa receptor. Based on this colorimetric ERa-aptasensor,
they not only detected the ERa (+ve) MCF-7 cells, but also they
were able to quantify ERa with a range of 10 ng mL−1 to 5 mg
mL−1.249

4.1.3. BRCA1 overexpression and mutation in BC. Breast
cancer genes (BRCA1 and BRCA2) produce proteins which help
in repairing the damaged DNA. The most common cause of
hereditary BC is represented by the mutated BRCA genes which
account for 5–10% of total BC. BRCA1-related BC is indicated as
the most aggressive phenotype compared to sporadic BC with
a high tendency of being triple negative.250 Depending upon the
hybridization properties of DNA-AuNPs, a research team
successfully detected single base BRCA1 mutation using color-
imetry at an arbitrary temperature.251

4.1.4. miRNA overexpression in BC. Micro RNAs (miRNAs)
are small non-coding RNA which interact with cyclin proteins,
protein kinases and growth promoters or suppressors to regu-
late cell proliferation and cell cycle progression pathways in BC.
miRNA family subtypes i.e. miR-21, miR-155, miR-10b, and
miR-9 are reported to promote BCmetastasis.252 Hakimian et al.
(2018) mixed DNA probe conjugated citrate modied AuNPs
and miR-155 conjugated PEI capped AuNPs to form a hybrid-
ized biosensor which detected 3-BP mismatches in miR-155.
The hybridized biosensor was suggested to detect and quan-
tify miR-155 at very low concentrations with a linear range of
detection of 100 fM where the lowest range of detection was 100
aM.253
2788 | Nanoscale Adv., 2024, 6, 2766–2812
4.1.5. BC antigens and overexpressed MUC1. BC antigen
15-3 (CA 15-3) is a glycoprotein encoded by plasma mucin 1
gene (MUC1). MUC1 amplication accounts a signicant
amount (40%) of total BC and CA 15-3 serum biomarker over-
expression has been found in 80% of overall metastatic BC.254

CA 15-3, in combination with CEA (carcinoembryonic antigen),
is the tumor marker most commonly used in breast cancer
detection. A few-layer black phosphorus (FL-BP) conjugated
AuNP hybrid was developed by Peng and co-researchers in 2017,
which possessed a unique reversible switching property
between inactive and active states upon antigen–antibody
treatment. The FL-BP/AuNP hybrid successfully detected CEA
level colorimetrically with a wide range of detection (1 pg mL−1–

10 mg mL−1) as well as elevated CEA levels in BC cells.255

4.1.6. Nucleolin overexpression in BC. Nucleolin (NCL) is
a multifunctional nucleolar phosphoprotein which acts as
a tumor angiogenic marker when overexpressed. Nucleolin
overexpression is suggested to enhance the growth of ErbB2-
positive breast cancer xenogras in vivo. Though 90% of
nucleolin is found in the nucleolus, it is also present in the
cytoplasm and on the cell surface.256 AS1411 is a 26-BP guanine
rich anti-nucleolin DNA aptamer which binds with nucleolin
present in several cancer cells but absent in normal tissues. In
a study, a magnetic-gold nanocomplex (Fe2O3-AuNPs) was
hybridized with the AS1411 aptamer which successfully distin-
guished between nucleolin overexpressed 4T1 BC cells [darker
MR intensity] and human foreskin broblast (HFFF-PI6)
[brighter MR intensity] by T2-weighted magnetic resonance
signal intensities using MRI.257 Current research inputs
exploring the diagnostic attribute of AuNPs are tabulated in
Table 5.
4.2. AuNPs as probing agents

The strong interactions of AuNPs with visible light (SPR prop-
erties) are oen explored as labeling agents for sensing cancer
cells. Site-directed AuNPs accumulated in cancer cells exhibit
optical scattering properties, which helps in visualization of
cancer cells which can be tracked using different sophisticated
techniques i.e. TEM, phase contrast optical properties, dark
eld microscopy, photoacoustic or photothermal imaging.276

Sensitive probing of cancer cells with the help of AuNPs also can
be achieved using SERS imaging. External radiation passing
through materials results in elastic and inelastic collision. In
inelastic collision of photons with the matter, the molecular
vibrations cause scattering of photons with a different wave-
length which is known as Raman scattering. Nanoparticles like
Au and Ag, can enhance the energy of scattering photons or
simply amplify the Raman signals due to the spikes present on
their surface acting as “SERS hot-spots” and therefore can be
used as SERS sensors to detect even extremely low concentra-
tions of biomarkers for disease quantication and identica-
tion when appropriately targeted.277 Raman reporters (dye
molecules) were usually immobilized or embedded onto plas-
monic nanoparticles to produce SERS nanotags which exhibit
attractive properties like generating multiple sets of narrow
peaks, low spectral overlap, negligible photobleaching, high
© 2024 The Author(s). Published by the Royal Society of Chemistry
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sensitivity and multiplexing ability or low background noise etc.
making the nanotags much more efficient than conventional
uorescence probes.278

The major disadvantage of using plasmonic nanoparticles in
Raman nanotags arises when adsorption of Raman code onto
the reporter causes colloidal instability of the nanoparticles.
This problem was solved by using a self-assembled monolayer
(SAM) of long chain thiolated polymers but the problem with
SAMs is its constant desorption and degradation upon laser
excitation.279 Keeping the several stability issues, researchers
nowadays are focused on applying different chemical
approaches in making synthetic compounds which can be
attached to plasmonic AuNPs with strong covalent bonds. Li
et al. (2019) developed alkyne and nitrile based background free
SERS reporters also acting as anchors for citrate capped AuNPs
as well as for different antibodies. Radiation of the 633 nm laser
on alkyne/nitrile SERS Au-nanoprobes signicantly produced
sharp Raman signals in the 2000–2230 cm−1 region against ER,
PR and EGFR over-expressed human BC cells, thus acting as
biosensors for multiplex detection and imaging.280 Song et al.
(2012) developed a suitable plasmonic vesicle using SERS active
amphiphilic AuNPs and BGLA Raman reporter, which not only
amplify the Raman signal given by SERS active AuNPs, but also
induce Doxorubicin loading and its release inside cancer cells.
The probing of cancer cells was tracked down using Raman
spectroscopy as well as by plasmonic imaging.232

Using SERS spectra, Zhu et al. (2013) in their study, reported
the interaction of AuNPs with intracellular components inside
cancer cells. Raman spectroscopy combined with TEM study
revealed the interaction of AuNPs with the phenylalanine
present in MDA-MB-231 with a sharp peak at 1030 cm−1 could
be useful in cancer cell SERS mapping.281 Cellular components
of MDA-MB-231 TNBC cells were also well observed using
Raman spectroscopy due to amplied SERS signal by rhoda-
mine 6G reporter tagged Au-aryl nanostars.13 Rhodamine 6G-
AuNP nanotags also exerted their effectiveness in distinguish-
ing different BC cells by altering two-photon scattering inten-
sity. In the MDA-MB-231 cell line, the scattering intensity
changed 2.2 times while in the case of the SK-BR-3 cell line, the
scattering intensity differed 13 times.282 In a recent study, Gao
et al. (2021) successfully attached 785 porous silicon photogenic
crystals which acted as a SERS substrate to distinguish the
blood serum in healthy people from the serum obtained from
BC patients.283 In spite of the various advantages driven by
AuNPs as biosensors, its applicability is somehow limited to
cancer cells close to the skin surface.284
4.3. Treatment of BC using AuNPs

Due to recent availability of advanced treatment facilities like
gene expression proling and endocrine therapy, the incidences
of BC and its associated lymphedema have declined, with
enhancement of survival rate. However, maintaining patients'
cosmetic appearance and associated challenges still remained
unsolved. Chemotherapy related adverse effects, lack of targets,
metastasis of tumor cells or managing TNBC are some of the
major problems that continuously invite questions about
© 2024 The Author(s). Published by the Royal Society of Chemistry
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effective treatment strategies in BC. In the nanotechnology
guided era, AuNPs can provide answers to those issues as they
are biologically inert or non-reactive and can offer suitable drug
delivery in vivo compared to relatively toxic (cadmium) Cd or
(silver) Ag-NPs.285 Besides, controlled synthesis for maintaining
appropriate size and surface chemistry, strong optical and
electrical properties due to localized surface plasmon resonance
(LSPR), multifunctional domain serving ability pushes AuNPs
ahead of other NPs in the road to BC management.

Once AuNPs accumulate in tumor cells with the help of EPR
effect or by active targeting, they can damage cell membranes or
DNA when illuminated by a NIR laser. NIR light can be trans-
mitted through tissue components with minimal absorption.
When NIR radiation is applied, AuNPs accumulated in tumor
cells generate heat via localized surface plasmon resonance
(SPR) due to AuNPs' special optical effect of light absorption
and scattering in the NIR region (650–900 nm). The heat
generated in cancer cells successfully ablates the tumor cells
without or with minimal effects in normal tissues, thus
ensuring the limitation exerted by conventional chemotherapy
i.e. death of cancer as well as normal cells.286 Targeted therapy
in BC and the thermal ablation method achieved by AuNPs
ensure increased heat distribution throughout the cancer cells
as well as the surrounding perivasculature area. External heat-
ing treatments oen face inappropriate ablation as the blood
ow by the adjacent capillaries cool down the perivasculature
area acting as a ‘heat sink’ but when AuNPs accumulate in
tumor cells as well as in the surrounding vasculature, not only
do they cause heating of the tumor upon NIR irradiation, but
they also destroy the surrounding capillaries. However, certain
episodes of bleeding, skin burning or inammation, and pain
induction have been claimed as side effects when this applica-
tion of AuNPs has been explored.24

4.3.1. Plasmonic photothermal therapy (PPTT) of AuNPs.
Traditional heat treatment using microwaves, radio waves or
ultrasound kills cancer cells effectively but the surrounding area
also gets affected. Through SPR of AuNPs, nowadays, laser
therapy enables accurate tumor cell ablation with little or no
signicant collateral damage to the nearby cellular environ-
ment. The mechanism by which AuNPs exert photothermal
energy was well explained by Link and El-Sayed et al. (2000)
using femtosecond transient absorption spectroscopy.287 Metal
nanostructures when photo-excited by light or laser irradiation
with a frequency that overlaps with AuNPs SPR absorption
band, generates heated electron gas which transfers to AuNP
lattices very rapidly (within 1 ps). The overheated lattice then
exchanges its heat to the local surroundings.286 It was suggested
that a lower excited laser power of 100 nJ can induce the
temperature of hot electrons to 1000 K. This high energetic
rapid heat transfer and exchange makes AuNPs a promising
treatment strategy to ght against different cancers including
BC.287

A study by Zharov et al. (2005) suggested effective laser (l =

1064 nm) induced selective cell damage to TNBC cell line (MDA-
MB-231). Antigens attached to 40 nm AuNPs self-assembled to
form nanoclusters on the tumor cell membrane which
destroyed cancer cells through laser induced bubble
© 2024 The Author(s). Published by the Royal Society of Chemistry
formation.288 In a similar study with Au-nanoshells and SK-BR-3
BC cells, Loo et al. (2005) reported that Anti-HER2 immuno-
targeted Au-silica nanoshells could be used effectively for the
detection as well as treatment of BC cells when NIR laser beam
of 800 nm was applied.289

Mohammed and his group in their research study prepared
multi-walled carbon nanotube (MWCNT) conjugated AuNPs
and tested for anti-cancer efficacy using laser irradiation on the
MCF-7 cell line. They found that the thermal ablation and
cytotoxicity effect of AuNP/CNT was boosted compared to
simple MWCNT alone, establishing the PPTT efficacy of nano-
gold.290 In another study by Yang et al. (2015), the MUC1-
aptamer conjugated AuNP based graphene-oxide (GO) nano-
composite exhibited specic targeting efficacy and increased
bioavailability along with remarkable photo-ablation capacity
by controlled heat generation under laser irradiation. In the
same study, the group also suggested that fabrication of heat
shock protein (HSP-70) inhibitor to aptamer-AuNPs destroyed
MCF-7 cells in a synergistic manner.291 Another study involving
anti-EGFR engineered AuNPs, irradiation with NIR laser not
only signicantly increased different autophagy associated
protein and gene expression i.e. light chain-3 (LC3), beclin-1
and Atg5, but also inhibited Akt-mTOR pathway pointing out
the photothermal efficacy of AuNPs in inducing autophagy
related cell death in TNBC (MDA-MB-231) cell in vitro. The
group also performed a gene expression study with MDA-MB-
231 xenogra mouse models where they found that NIR laser
induced AuNP mediated PPTT also increased LC3 and beclin-1
level in vivo.292 Chen et al. (2020) performed a similar study with
folic acid (FA)-functionalized gelatin based AuNPs for TNBC
management in vitro and in vivo. The study results indicated
a complete photothermal ablation of MDA-MB-231 cells with
NIR laser irradiation but the damage to the tumor cells
depended on the shape of the NPs, irradiation time and the
laser intensity applied.293 An interesting study with AuNRs by Ali
et al. (2019) in canines and felines suggested that PPTT treat-
ment before tumor removal effectively decreases the risk of
metastasis and blood loss during surgery due to altered blood
vessels in mammary tumors.294 In a similar study with AuNRs
previously, they had successfully ablated mammary tumors in
BC xenogra cat and dog models without any signs of toxicity
on liver, kidney and blood proles aer NIR laser irradiation
suggesting the biocompatibility achieved using AuNR-PPTT
treatment.295

Combination of chemotherapy and photothermal therapy is
one of the nest treatment strategies involved in BC prevention.
In one recent study by Faid et al. (2022), it was suggested that
combination of chemotherapy and PTT of 6-marcaptopurine (6
MP) alone or loaded in highly stable chitosan AuNPs could be
effective in damaging MCF-7 BC cells in vitro when DPPS laser
beam was irradiated.296 Thiol modied mannoside tagged AuNP
was synthesized which offered targeted delivery to human TNBC
cells due to the over-expressed mannose receptor on MDA-MB-
231 and resulted in laser (l = 808 nm) ablated cell death as well
as metastasis reduction by Lin et al. (2020).297 Another example
of combination of chemo-photothermal therapy was given by
Poursalehi et al. (2019). According to their research, terpolymer
Nanoscale Adv., 2024, 6, 2766–2812 | 2791
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modied smaller AuNPs (30 nm) along with Doxorubicin
showed a synergistic effect by completely abolishing MCF-7
cells that underwent PTT.298 Similar combination treatment
was performed in MCF-7 cells, in which it was observed that
chemo-photothermal therapy was shape dependent as
Doxorubicin-loaded polymer coated Au-nanostars showed more
efficacy in thermal ablation than Au-nanocages.299 The shape
dependency of NIR laser induced thermal treatment can be
quite conicting as upon intense laser illumination, AuNRs
sometimes get converted to Au-nanoshells which possess
different optical properties to AuNRs, thus altering BC
management efficacy.300

One of the major disadvantages of PPTT using AuNPs in BC
management is that for effective photothermal ablation, the
size of NPs should be larger (∼50 nm). Xia et al. (2018) devel-
oped a suitable method to solve the above problem associated
with smaller particles by inter-conversion of modifying agents
to another. They synthesized 2-5-diphenyl-tetrazole modied
methacrylic group linked AuNPs of smaller (23 nm) diameter. A
shorter wavelength laser (l = 405 nm) irradiation effectively
converted 2,5-diphenyltetrazole to nitrile-imine dipole which
covalently cross-linked with methacrylic groups present on the
surface of AuNPs which resulted in particle aggregates. The
resultant aggregates exhibited enhanced photothermal efficacy
against 4T1-murine BC upon 808 nm laser irradiation while the
cross-linked exempted particles did not.301 To enhance the
efficacy of the smaller particles, different strategies like tuning
the charge shared by the surface or utilizing an internal or
external stimuli also can be performed.302–304

4.3.2. AuNPs as radiosensitizers. The high atomic number
of gold (Z= 79) assists AuNPs to readily interact with keV energy
radiation due to the enhanced ‘Compton and photoelectric
effect’ which allows AuNPs to emit photo/auger electrons in
targeted therapy resulting an increased radiotherapy (RT) effi-
cacy along with increased therapeutic ratio. AuNPs as ‘nano-
enhancers’ possess higher mass-energy absorption co-efficients
than the so tissues which cements their role as both internal
and external radiosensitizers.305 Several study reports conrm
that due to the LSPR effect of AuNPs and its good distribution
pattern in the target vicinity, treatment time as well as the
radiation dose for RT can be shortened increasing therapeutic
efficacy in RT for BC treatment.306 The radiosensitizing property
of AuNP is dependent not only on the physicochemical prop-
erties i.e. size, shape, charge, surface modication etc. but also
on radiation source, radiation energy, dose, dosing schedule etc.
Radiosensitizing properties of AuNPs can be greatly inuenced
by microbeam RT, supercial X-ray, and megavoltage electron
beam RT.18 Despite all the advantages, AuNP supported RT
should ensure accurate and specic targeting because non-
specic radiosensitization by AuNPs oen cause fatal radia-
tional damage.

The experimental studies both in vitro and in vivo investi-
gations suggest the plausible mechanisms by which AuNPs act
as radiosensitizers. Though mainly physical enhancement was
found to be the primary attribute, researchers also found
chemical and biological radiosensitization of AuNPs in
different studies. The physical dose enhancement effect of
2792 | Nanoscale Adv., 2024, 6, 2766–2812
AuNPs as a radiosensitizer mainly involves the ‘Compton and
photoelectric effect’ of AuNPs, responsible for absorption co-
efficient differences between AuNPs and so tissues.307 The
Compton effect relies on the collision between incident photons
and weakly bound outer electrons of Au atom, in which the
energy transfers from photons to electrons cause them to be
released from the Au atoms. In the photoelectric mechanism,
incident photons are absorbed and energize the electrons
present in the K, L or M shells of the Au atom to be released
from Au. Once the shells are vacant, they are usually lled up by
the outermost electrons which results in the lower energy
uorescence and secondary Auger electrons to be released.
These lower energy electrons (LEE) play a critical role in radio-
sensitization.307 An 111In-radiolabeled EGF-coated AuNP with
a diameter of 14 nm (111In-EGF/AuNP) was developed by Song
et al. (2016) and was tested for anti-cancer activity in TNBC
(MDA-MB-231) and MCF-7 cell lines through RT. They sug-
gested that the uptake of AuNPs solely depended on the EGF/Au
molar ratio. A higher internalization of 111In was observed for
MDA-MB-231 cells than MCF-7. The clonogenic assay suggested
dose enhancement by 111In-EGF/AuNPs along with decreased
survival fraction to MDA-MB-468 compared to non-labeled
AuNPs.308

Chemical radio enhancement of AuNPs deals with catalysis
of a radical reaction by surface activation of AuNPs. The low
energy electrons with very little energy (<10 eV) generated aer
radiation energy is applied weakens H-bonding in DNA and
makes DNA more vulnerable to radiation damage. The photo-
electric effect of AuNPs also induces catalytic cascade where the
energized surface electrons of AuNPs transfer to biological O2,
creating ROS (reactive oxygen species) or free radicals which in
turn damage DNA, RNA, mitochondria and cell membranes of
cancer cells.309 According to some studies, small and positively
charged AuNPs with a large surface area can lead to chemical
enhancement through both DNA damage and radical cascade
following superoxide or ROS production.310

While physical dose enhancement by lower (kV) energy is
used to treat supercial tumors, biological radio-enhancing
capability of AuNPs offers deep penetrating treatment with
higher energy irradiation (MV).311 Biological radio enhancing
can be induced by ROS production, cell cycle arrest, inhibiting
DNA repair or by inducing autophagy and (endoplasmic retic-
ulum) ER stress312 (Fig. 16). A study with dihydrorhodamine
(DHR)-123 radiolabeled PEG-AuNPs by Choi et al. (2019) sug-
gested not only a signicant increase (7–14 fold in vitro and 3–6
fold in vivo than control) of ROS in MDA-MB-231 cells with
a radiation dose of 6 Gy, but also induced uorescence imaging
of TNBC cells in vivo.313 In another study, thioglucose tagged
AuNPs of 49 nm in size induced more radiation than smaller
particles along with radiative cell cycle arrest in the G2/M phase
in MDA-MB-231 cell line in vitro.314 Various recent studies with
a radiosensitizing effect of AuNPs in treatment of BC are tabu-
lated in Table 6.

4.3.3. AuNPs as suitable drug delivery agents. The passive
and targeted delivery of chemotherapeutic drugs with improved
pharmacokinetics within the breast tumormicroenvironment is
quite an interesting approach that AuNPs can offer due to their
© 2024 The Author(s). Published by the Royal Society of Chemistry
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Fig. 16 AuNPs and radiosensitivity: mechanism. Physical method of radio enhancement occurs through the ‘Compton effect’ and ‘photoelectric
effect’. The reactive electrons released after radiation exposure led to mitochondrial dysfunction and cell damage. Radiation charging on Au
atom also generates auger electrons via a secondary cascade mechanism which induces ROS production which subsequently contributes to
mitochondrial dysfunction or DNA strand breaks forming the basis of chemical mechanism. The induced ROS levels by auger electrons also
indulge in ER stress, autophagy, cell cycle arrest or blocking DNA strand repair thus developing biological mechanism for radio enhancement.
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unique surface chemistry, high surface to volume ratio,
increased bioavailability and biocompatibility. Different
physico-chemical parameters i.e. size and shape of NPs, surface
charge, drug–nanoparticle interaction, tumor specicity etc.
inuence the delivery and uptake of NP even aer targeting is
achieved.10

Suitable active drug targeting and delivery using AuNPs
depend upon the attachment as well as the release of drugs in
suitable sites. Covalent attachment, electrostatic attachment,
hydrophilic–lipophilic interactions etc. offer suitable drug
conjugation with AuNPs, whereas the release of the drugs can
be achieved using SERS, photothermal release, pH sensitive
release, light and radiation mediated release, glutathione
mediated release etc. Controlled release of drugs from AuNPs
can also be achieved by conjugating a time specic release
linker between the AuNP surface and drugs.325–327 Polymers such
as poly(acrylic acid) (PAA) or poly(ethylene glycol) (PEG) can be
used to coat AuNPs. At acidic pH, the protonation or deproto-
nation of acidic or basic functional groups within these poly-
mers can trigger changes in their conformation or solubility,
© 2024 The Author(s). Published by the Royal Society of Chemistry
resulting in the disruption of nanoparticle-drug interactions
and subsequent drug release. Alternatively, acid/base labile pH-
sensitive linkers can be incorporated into the nanoparticle–
drug conjugate, where the linker undergoes cleavage or hydro-
lysis in response to changes in pH, releasing the drug payload.
According to the study by Joshi et al. (2012), chloroquine loaded
AuNPs when incubated with MCF-7 cells, the drug release
occurred at the lower pH environment and exhibited concen-
tration dependent cytotoxicity aer being taken up by lysosome
or endosome in BC cells. In a lower pH tumor microenviron-
ment, approximately 26% of the drug was released aer 2 h,
which increased to 81% aer 48 h, indicating a sustained drug
release over time. These levels may be the result of the release of
non-specically bound drugs from the surface of the nano-
particles.328 Cisplatin release mediated by an endosomal lower
pH environment using dumbbell shaped Au–Fe3O4 magnetic
nanoparticles in SK-BR-3 cells was reported by Xu and co-
researchers.329 Another example of drug release on SK-BR-3 cells
with doxorubicin-loaded biohybrid AuNPs was achieved using
SERS. Dox can be released from biohybrid nanoparticle surfaces
Nanoscale Adv., 2024, 6, 2766–2812 | 2793
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by intracellular GSH. GSH is the most abundant thiol species in
the cell cytoplasm, with a concentration range of 1–10 mM, and
has been used as an in situ releasing reagent in living cells,
owing to its biochemical reducing capability.330 The thiol group
in the GSH has strong affinity to AuNPs and can bind with the
AuNPs through covalent coupling. For this reason, amine con-
taining Dox can easily be replaced from AuNP surfaces.

When AuNPs are irradiated with light of a specic wave-
length (usually in the near-infrared region), they absorb
photons, leading to an increase in temperature at the NP
surface. This localized heating triggers the release of the drug
payload either by disrupting the surrounding matrix (e.g.,
polymeric coating) or by inducing a phase transition in ther-
mosensitive drug carriers. Light responsive molecules or
photosensitive linkers can be designed to break or cleave in
response to specic wavelengths of light, resulting in the release
of the drug payload. Higher drug accumulation and increased
cytotoxicity was observed when 785 nm NIR laser of 3 mW
power was irradiated.331 NIR laser mediated drug release by Au-
nanoshells for the treatment of TNBC was also studied by You
et al. (2012). NIR laser irradiation triggers local Doxorubicin
release at the tumor site because of the photothermal con-
ducting effect of hollow AuNS.332 Another group explained the
involvement of dual NIR/pH dependent sustained release of
paclitaxel (PTX) from the PTX-loaded PEG-AuNPs@antiMUC1
system in treatment of BC. PTX was physically loaded into the
PEG-AuNPs through the non-covalent interactions between the
OH group of PTX and the oxygen of PEG. The authors suggested
that at higher pH, the repulsive ionic interactions between the
carboxyl groups caused prolonged encapsulation of the PTX
onto the AuNPs surface, assisting drug ligands dispersion.
However, in acidic pH (pH 5.4), because of Coulomb repulsion
forces and protonation of OH group of PTX and PEG-AuNPs,
electrostatic interaction was mitigated resulting in an
increased PTX release.223

Drug loading onto AuNPs can offer a solution for by-passing
several barriers i.e. the RES system, blood–brain barrier (BBB)
and blood tumor barrier.333 Doxorubicin-loaded TAT (trans-
activating transcriptional activator)-modied AuNPs were re-
ported to have BBB penetrating ability which was conrmed
aer accumulation of the drug in brain for the treatment of
brain metastatic TNBC (MDA-MB-231/Br). Our study imple-
mented an acid-labile hydrazine bond between Dox and the
surface of the gold nanoparticle, which has been shown to
cleave in response to an acidic environment such as that found
in endosomal compartments (late stage endosome pH 5.5,
lysosomes pH 4.8).334 Development of multi-drug resistance
(MDR) tumor cells has become a complex threat for drug
development scientists for over a decade. The unique targeting
capability of AuNPs ensures suitable drug release in the specic
site of action enhancing the chemotherapeutic efficacy even
against MDR. Wang et al. (2011) developed a nanosystem (Dox-
hyd@AuNP) with Dox, PEG-coated AuNP and an acid-labile-
linker. The acidic environment of MCF-7/MDR helps in
cleaving the linker followed by release of Dox which ultimately
resulted in increased cytotoxicity in MDR BC cells.25
© 2024 The Author(s). Published by the Royal Society of Chemistry
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Though several studies have been performed exploring the area
of active drug targeting using different nanosystems, AuNP-based
drug targeting to BC cells is relatively limited. Jiang et al. (2008)
perfectly demonstrated how the size and antibody conjugation
greatly affects the uptake and internalization of drug loaded AuNPs
in the tumor site. Their group suggested that the smaller particles
became dissociated from the cell membrane whereas trastuzumab
loaded AuNPs of 40–50 nm diameter reduced the membrane
wrapping, thus permitting the AuNPs to enter inside SK-BR-3 cells.
They also suggested that the targeting approach is achieved in
a larger extent for HER2-conjugated Trastuzumab/AuNPs than
non-targeted drug loaded NPs alone with a 2-fold increase in
chemotherapeutic efficacy for Trastuzumab, being released by the
lowered pH of lysosomal compartments inside the cell.335 In
another study by Garcia Calavia et al. (2018), increased ROS
production and apoptosis was observed with lactose-
phthalocyanine-AuNPs aer irradiation. The attached lactose in
AuNPs helped in targeting MDA-MB-231 and SK-BR-3 cells and in
binding with the galactose binding receptor (galactin-1) present in
the surface of BC cells.196 Similar studies exploring AuNPs as tar-
geted therapeutics in BC management are tabulated in Table 7.
5. Clinically developed nano-gold
products: the major challenge for
clinical application

Global research impetus on cancer management has crossed
many decades but a permanent curative solution still eludes
Table 8 Nano-gold products in clinical trial for cancer management

Sl. no.
Name of the gold
nanoparticle

No. of
participants Stage

1 Aurimune CYT-6091 60 Phase I completed
(April 2009)

Aurimune CYT-6091
(PEGylated colloidal
AuNP-bound
rhTNFa)

108 Phase I completed
(August 2009)

2 Auroshell
(AuroLase™)

11 Interventional pilot
study completed
(August 2014)

AuroShell particle
infusion

45 Phase I (October 2020

3 NU-0129 (spherical
nucleic acid-AuNPs)

8 Early phase 1
completed (August 19
2020)

4 Organically
functionalized
AuNP and carbon
nanotubes

1000 Observational
completed

5 CD24-Au
nanocomposite

60 Observational
completed (February
2021)

6 Nano swarna
bhasma

6 Pilot study completed

© 2024 The Author(s). Published by the Royal Society of Chemistry
healthcare management in spite of cutting-edge technological
breakthroughs in both diagnosis and management of the
disease. Curative success to date is limited mostly to the 3rd
stage. Research on nano-medicine in cancer control is now the
sought aer approach because of possibilities of site-specic
delivery and evasion of drug resistance. Plenty of nano-
formulations are on the market for cancer treatment with
a crowded pipeline of such candidates currently undergoing
preclinical or clinical investigations. Some obvious hurdles exist
in the translation of such products to clinical use like
complexity in scaling up, stability issues, cost-effectiveness etc.
However the Nanotechnology Characterisation Laboratory
(NCL) is responsible for analysis of the pre-clinical trial data of
various nano-formulations targeted for cancer therapy. The
Nanotechnology Characterisation Laboratory (NCL) is a feder-
ally funded facility in United States, collectively established by
the National Cancer Institute (NCI), the National Institute of
Standards and Technology (NIST), the Food and Drug Admin-
istration (FDA), and the National Institutes of Health (NIH) in
purview of the fast-growing interest in clinical translation of
nanotherapeutics/nanodiagnostics/nanotheranostics. NCL
supports physicochemical characterization, in vitro testing, and
in vivo studies to assess the safety, efficacy, and pharmacoki-
netics of nano-scale agents targeted for clinical application. By
offering standardized protocols, reference materials, and
expertise in nanotechnology characterization, the NCL plays
a crucial role in safe and effective translation of
nanotechnology-based solutions for diverse clinical applica-
tions. To date the NCL has performed different standardisation
Clinical trial identier Application Reference

NCT00356980 Advanced solid tumors 333

NCT00436410 Adrenocortical
carcinoma breast,
colorectal,
gastrointestinal,
kidney, liver, skin,
ovarian, pancreatic
cancer

NCT00848042 Recurrent tumour and
cancers (head & neck)

355

) NCT02680535 Neoplasms of the
prostate

356

,
NCT03020017 Gliosarcoma and

Recurrent glioblastoma
357

NCT01420588 Patients associated with
malignant or benign
gastric lesions

354

3,
NCT04907422 Carcinoma ex

pleomorphic adenoma
of salivary glands

358

DNA_SPN_B001_17
(AYUSH, India)

Breast cancer 352

Nanoscale Adv., 2024, 6, 2766–2812 | 2797
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activity both in vitro and in vivo for more than 170–180 such
drugs.348,349

The exclusive optical, electrical and magnetic properties
expressed by AuNPs are widely explored for clinical applications
in different cancer variants (Table 8). Aurimune (CYT-6091) was
the rst developed product in this domain and was applied to
solid tumour diagnosed patients (NCT00356980 and
NCT00436410). CYT-6091, a recombinant human tumour
necrosis factor alpha (TNF-a)-functionalized polymer (PEG)
coated nano-gold with a size of 30 nm, is another such agent
which modulated immune responses to treat cancer. The phase
I clinical trial (NCT00356980) of this agent was among the
earliest ones in this segment. The observed result revealed
a tolerance dose range of 50–600 mg m−2 as well as the
maximum tolerated dose of 600 mg m−2 with no acute side
effects.333

Auroshell is a silica-gold nanoconjugation product of size
∼150 nm which in under clinical trials using photothermal
ablation technique in cancer therapy. Auroshell was applied in
22 patients of prostate cancer and provided excellent control
with minimal adverse symptoms like itching and burning
sensation in epigastrium.350 Aurolase is the modication of
Auroshell therapy which also adds the NIR laser approach for
inducing thermal ablation of recurrent head and neck
cancers.351 Khoobchandani et al. (2020) in his research investi-
gated a sustainable newer biosafe gold nano-formulation for
breast cancer management from preclinical to clinical trials.
This product was designed by conjugation of mangiferin with
AuNPs with subsequent engineering with siRNA & thiolated
PEG and was named “Nano-Swarna-Bhasma”.352 Another
spherical nucleic acid-Au-nanoconjugate named NU-0129
(NCT03020017) has completed an early phase I study intended
for the treatment of glioblastoma, with minimal toxicity.353

Another example of AuNP under clinical evaluation is organi-
cally functionalized AuNPs and single-walled carbon nanotubes
(NCT01420588) which is in observation I stage and targeted for
patients with malignant or benign gastric lesions. The nano-
complex exclusively diagnose gastric cancer and distinguishes
it from other gastric diseases.354

Despite continuous efforts, Au-nano based products' clinical
status is limited to early phase I or phase I clinical stages.
Compared to other nano-formulations viz. liposomes and
polymeric nanoparticles, AuNP-based products or formulations
or nanodevices failed to enter the late phase clinical stage and
they have not been marketed. One of the major limitations
contributing to the failure of Au-based nanoformulations
include toxicity, which is discussed next at length. Despite using
a targeted approach, AuNPs cause signicant side-effects to
non-malignant tissues due to several factors like size, shape,
chemical functionalities, biodistribution alterations etc.355

AuNPs can produce long-term toxicity as they are non-
degradable entities. CYT-6091 and NU-0129, phase I cleared
AuNP based products, pre-clinically suggested detectable
amounts of gold in the liver and tumor cells even aer 120 or
174 days of treatment.359 The pilot study with AuroLase™ in
primary or metastatic lung cancer was terminated in 2014.355
Nanoscale Adv., 2024, 6, 2766–2812 | 2799
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To develop encouraging and improved results of cancer
management using AuNPs, a length of detailed understanding
of NP-target interaction and the toxicity parameters are highly
required. More pre-clinical studies are needed prior to starting
any early stage clinical trials associated with Au-based nano-
systems against cancer for successful clinical outcomes.
6. Toxicity issues of AuNPs

The major question in scientic minds while exploring the
versatile applications of AuNPs is their toxicity and biosafety
especially in the case of clinical applications. Interestingly, gold
in bulk form exhibits inertness and biocompatibility most of
the time. However, its behavior changes contrastingly when Au
is in nano-dimensional form. Scientic reports related to its
formulation development to date failed to provide a concrete
idea regarding to what extent or at which concentration AuNPs
exert toxicity or to what extent the toxicity arises when the
effective concentration is applied. Repeated dose administra-
tion of AuNPs in animals revealed interesting facts with no
prominent signs of toxicity. Firstly, even aer increasing the
dose, gold concentration in systemic circulation did not
increase, although its presence in the different organs
increased. Secondly, different studies reported there were no
toxicity signs such as life-span, behavioral pattern, body-weight,
organ morphology, blood parameters and tissue histo-
architecture.360

Diverse parameters which inuence the toxicity of AuNPs
include: (i) dimension, (ii) morphology, (iii) chemical func-
tionalization and coating agents dening their surface chem-
istry, (iv) type of assay used, (v) incubation conditions related to
time of exposure and concentration used and (vi) their inter-
action with biological materials like proteins, uids etc.361

However, the complexity enhances when in assessment of
toxicity of AuNPs because of the overlapping factors where
multi-variants come to play with distinctive roles in contrib-
uting the biocompatibility assessments of AuNPs.
6.1. Size dependent AuNPs toxicity

The primary concern related to the toxicity of AuNP is the
particle size and shape. Particle size as well as the stabilizing
agents used in its synthesis signicantly affects agglomeration
as well as the sedimentation of AuNPs which in-turn hampers
the passage of the AuNPs through the cell membrane. Gener-
ally, the smaller particles with a large surface area tend to bio-
accumulate more, leading to enhanced toxicity manifesta-
tions.362 Dependency of cytotoxicity on the size of AuNPs has
yielded somewhat inconclusive results, as shown in the inves-
tigations by Pan et al. (2007). Their group synthesized tri-
phenylphosphine stabilized AuNPs with particle size ranges
from 0.8–15 nm, in which particularly AuNPs with 1.4 nm
diameter showed toxicity to different cell lines.363 These pecu-
liarity in toxicity levels by distinct particles most likely occur due
to the well-tting of AuNPs of a particular size with the major
DNA groove. Different in vivo studies in rats and mice by De
Jong et al. (2008), Abdelhalim et al. (2013) and Sonavane et al.
2800 | Nanoscale Adv., 2024, 6, 2766–2812
(2008) conrmed that smaller particles tended to accumulate
more in the organs like the liver, lung, spleen, kidney and heart
as well as blood, indicating signs of toxicity.364–366 Irrespective of
increased cellular uptake with smaller AuNPs, matching toxicity
with size may not produce denite conclusions. Studies by
Connor et al. (2005) and Murphy et al. (2008) suggested that
AuNPs 4, 12 or 18 nm in diameter synthesized with different
coating agents exhibited no signicant toxicity at all in K562
human leukemia cells though the particles were well taken up
by the cells as observed in TEM.367,368 AuNPs of size 3, 5, 50, and
100 nm administered to BALB/C mice i.p. at a dose of 8 mg per
kg per week did not exhibit a toxic response however similar
AuNPs with 8 to 37 nm diameter produced fatigue, loss of
appetite, change of fur color and weight loss, subsequently
causing mortality of the majority of the population aer three
weeks.369

6.2. Shape dependent AuNPs toxicity

Different geometries of AuNPs play a critical role in their toxicity
presentations. Among the different shapes of AuNPs, some
researchers suggest that Au-nanostars with their specic shape
provide additional advantages i.e. large surface area and high
drug load which ultimately reduce their quantity used and
thereby reduce toxicity compared to other shapes.361 However,
AuNRs possess two different plasmon responses depending on
the longer (longitudinal) and shorter (transverse) axis, hence
possessing a different physicochemical property which
complexes their cytotoxicity inuence.370 Wang et al. (2013)
developed naked and PEGylated Au-nanocages, nanorods and
nanohexapods and compared their toxicities in the MDA-MB-
435 BC cell line. According to the study, AuNRs were found to
be most toxic whereas, Au-nanohexapods showed the lowest
toxicity in spite of being well taken up by the cells.237 However,
some studies clearly indicate that cellular uptake takes place
more rapidly in spherical AuNPs than AuNRs. In this context, Li
et al. (2015) suggested fastest internalization capability of Au-
nanospheres followed by AuNRs, Au-nanocubes and Au-nano-
disks.371 The researcher also suggested that Au-nanostars can
denitely compete with Au-nanospheres in case of internaliza-
tion as they were observed to be readily taken up by the cell
membrane. In an in vivo study with the murine EMT-6 breast
cancer model, Black et al. (2014) also conrmed that radioactive
198Au-doped nanospheres were better taken up by cancer cells
than 198AuNRs and 198Au-nanocages of a similar size despite
their good distribution pattern.372 AN in vivo study using
a zebrash model also conrmed this fact to be related to Au-
nanospheres.373

6.3. Surface functionalization and surface charge dependent
AuNPs toxicity

Surface functionalization is one of the most important factors
that governs different properties as well as toxicity of AuNPs.
Different ligand functionalization or surface modication
facilitates distribution as NP circulation in the bloodstream
increases. PEG-coating on the surface of AuNPs not only
defends particles against opsonization, but also develops a non-
© 2024 The Author(s). Published by the Royal Society of Chemistry
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toxic AuNP delivery platform against healthy cells. Mioc et al.
(2018) observed no toxicity against HaCaT and IBR-3 non-
malignant cells. The author also suggested botulin-modied
PEG-coated AuNPs indeed exerted toxicity against human and
murine melanoma (A375 and B164A5) cell lines.374 However,
Zhang et al. (2011) in their in vivo research study showed that
the toxicity of PEG-coated AuNPs is somehow perplexing with
respect to particle size. The toxicity exerted by 10 nm and 60 nm
PEG-AuNPs was higher than that of the 5 nm and 30 nm
particles.375

Gum arabic coated cumin derived AuNPs of 13 nm size when
tested for a viability assay against human broblast cells turned
out to be non-toxic also aer 24 h at a dose of 150 mM.376 Like
PEG, surface modication with chitosan not only exerts excel-
lent biocompatibility but also offers stability in the circulation
period as well. The presence of sodium citrate residue in case of
citrate capped AuNPs exposed to different cells generally
induced toxicity as conrmed by different studies. However,
according to Connor et al. (2005), AuNPs with varying sizes of 4–
18 nm and varying functionalization i.e. citrate, glucose, biotin
or cysteine or CTAB did not induce toxicity against the K562
leukemia cell line despite its higher internalization.367 A similar
result with no toxicity was observed with citrate modied AuNPs
against human dermal broblast-fetal cells even at high
concentration of 300 mM but they had an impact on their
morphology.377 On the other hand, conjugating phytochemicals
with AuNPs has recently attracted the attention of researchers
because of their ability to reduce the toxic impact of AuNPs.378

The net surface charge carried by NPs is another important
aspect that modulates toxicity. NPs with a positive charge on
their surface can bind to the negatively charged DNA, speci-
cally targeting the minor and major grooves of DNA via elec-
trostatic interaction causing DNA to bend around AuNPs which
nally results in strand separation of the organized DNA
structure.379 Damage to the DNA was also observed when the
hydrophobic ligands of NPs attached to DNA due to van der
Waals interactions. As electrostatic attraction strongly induces
cellular uptake, the NPs with a negative charge on the surface
can be internalized within the cellular microenvironment
specically in the vacuoles.380 Goodman et al. (2004) showed
that the electrostatic interaction between the negative charges
carried by cationic AuNPs was responsible for the lysis of the
cell membrane which made them toxic as compared to the
anionic AuNPs.381 However, interestingly Schaeublin et al.
(2011) suggested that both positively and negatively charged
AuNPs were equally responsible for inducing oxidative stress via
altering of mitochondrial membrane potential.382
6.4. AuNP interaction with biological proteins

While determining cytotoxicity in vitro, the commonly used
culture medium bypasses the use of serum or when even used,
the media contains a lower amount of serum. For that reason,
the cellular viability does not represent the actual toxicity. In
case of in vivo study, the toxicity represents quite different
results as serum and different proteins inuence aggregation of
particles hampering particle concentration. Interaction
© 2024 The Author(s). Published by the Royal Society of Chemistry
between biological proteins and AuNPs alter the surface charge
of NPs.

To decrease the high surface energy of NP, aer entering the
biological system, they adsorb biomolecules especially plasma
proteins to form a protein shell called a “protein corona” (PC),
which alters the original interfacial physicochemical properties
of the NPs. In the circulatory environment, speedy protein
corona formation occurs, inuencing interactions with blood
cells and potentially modulating their behavior in vivo383 [6–10
of protein corona]. The interaction between AuNPs and proteins
is driven by various forces including van der Waals forces,
hydrophobic and electrostatic interaction, solvation forces,
coordination, steric hindrance, and hydrogen bonding.384 For
instance, bovine serum albumin (BSA) interacts with AuNPs, via
at least 12 strong Au–S bonds, where ubiquitin forms corona
with citrate-coated Au NPs mainly via short-range hydrogen
bonds.385 Proteins with high abundance initially adsorb onto
nanoparticles, but are eventually replaced by high-affinity
proteins, forming NP-protein complexes. The protein corona
can be categorized as hard, with tightly bound proteins, or so,
with proteins less tightly bound and dynamically exchanging
with those in the surrounding media over time.386

Various factors, including NP size, hydro/lipophilicity,
surface properties, and incubation time, inuence the compo-
sition of the protein corona, subsequently impacting the bio-
logical behavior of the nanomaterials. M. Schäffler et al. (2013)
used gel electrophoresis and a combination of matrix-assisted
laser desorption/ionization and time-of-ight mass spectrom-
etry for quantitative identication of mouse serum proteins
adsorbed on 5, 15 and 80 nm phosphine stabilized AuNPs with
negative surface charges and reported that smaller nano-
particles exhibit lower protein adsorption due to their higher
curvature.387 Reports by Cheng et al. (2015) also conrm that
cellular uptake inhibition in phagocytic cells by PC is inversely
proportional to the size of AuNPs.388 Surface modication with
hydrophilic PEGs can resist complement protein adsorption,
prolonging nanoparticle circulation time by evading uptake by
the reticuloendothelial system (RES).387 Serum proteins interact
with the particle surface and facilitate uptake via clathrin-
mediated endocytosis, which is suggested to be linked to
hydrophobicity or dispersibility of AuNPs.361 These ndings
underscore the importance of understanding protein corona
dynamics in nanoparticle interactions with biological systems
for optimizing their biomedical applications.

The interaction between gold nanoparticles (Au NPs) and
proteins induces structural changes in both the nanoparticles
and the adsorbed proteins, with the protein corona dynamically
evolving over time due to continuous adsorption, desorption,
and exchange inuenced by various factors including protein
concentration, surface chemistry of GNPs, and environmental
conditions. Understanding how nanoparticle properties affect
protein corona composition is crucial, and analytical tech-
niques such as TEM, DLS, UV-Vis-NR spectra, CD spectra, QCM,
and NMR, as well as conventional methods like chromatog-
raphy and electrophoresis are essential for studying NP–protein
interactions and characterizing the NP-protein complex.
Advanced techniques like synchrotron radiation X-ray near edge
Nanoscale Adv., 2024, 6, 2766–2812 | 2801
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absorption spectroscopy (XANES) provide insights into the
bound interface structure of proteins.389

The formation of a protein corona can signicantly alter the
physical characteristics of AuNPs, including size, charge, and
morphology and subsequently their bioactivities. Lai et al.
(2017) demonstrated how proteins from human plasma induce
negative surface charge to overall corona formed over 20 nm
AuNPs. Around 300 proteins were identied on the coronas,
while 99 are commonly found on each Ag and Au-nano-
material.390 A biocorona can render them effectively invisible to
the immune system, potentially masking the functionality of
functionalized AuNPs. Although many reports convey that PC
enhances the nanoparticle cellular localization. Carnovale et al.
(2019) reported that serum-pre-incubation of AuNPs assisted in
minimization of cellular uptake and subsequent toxicity. The
same study reported that tyrosine capped AuNPs exhibited
different cellular viabilities in diverse media conditions like
serum-free (52.2%), serum-pre-incubated (79.9%) and serum-
supplemented (106.1%).391 Moreover, the composition of the
biocorona can change over time due to its dynamic nature,
making it challenging to predict the behavior of NPs aer
exposure to a particular host environment.392 For example,
interactions between brinogens and poly(acrylic acid)-coated
AuNPs can induce protein unfolding, exposing its cryptic
peptide which specically interact with the Mac-1 receptor,
leading to inammation and cytokine release mediated by the
NF-kB pathway.393

The attachment of opsonins like immunoglobulins and
complements, can lead to rapid immune recognition and
removal of the corona from the blood by macrophages, even-
tually leading to loss of its therapeutic effects.384 Studies sug-
gested rapid AuNP agglomeration and associated toxicities due
to an increased hydrodynamic size of formed biocorona
complexes.394 The dynamic interaction of different proteins
with the NPs can cover or eliminate the targeting moieties on
NP surfaces, and effectively mitigate the recognition of the
targeting ligands or functional groups by different targets in
vivo.395,396 Also, changes in the protein secondary structure can
reveal hydrophobic regions and new epitopes, affecting its
native function, including protein brillation and enzymatic
activity. These alterations are closely linked to potential bio-
logical toxicity.397 Zhifang Ma and his research group reported
that the cytotoxicity exposed by AuNP–PC complex depends
upon the degradation of PC degradation process. They sug-
gested that HSA corona degrades faster than g-globulin (HGG),
and serum brinogen (HSF) corona and AuNP–HSA PC complex
exhibit highest cytotoxicity by elevating ROS level, slowing down
ATP production and lowering MMP.398 The research group of
Yang et al. (2019) showed how conformational transition of HSA
from partial b-sheet to a-helix upon AuNP–HSA PC formation
led to increased thermal stability of the corona and increased
cytotoxic nature of NP–PC complex via inducing apoptosis.399

However, tuning protein corona to possess benecial appli-
cations like increasing residence time and reduced accumulation
in the liver and spleen, ensuring drug delivery targeting also holds
considerable appeal. It is widely recognized that AuNPs with an
albumin-enriched surface exhibit a strong affinity for tumors
2802 | Nanoscale Adv., 2024, 6, 2766–2812
because of the transcytosis mediated by albumin, suggesting
signicant promise for cancer-targeted therapy along with long–
circulation properties, better biocompatibility and rapid clearance
bypassing efficacy.400 The detailed impact of protein corona is well
reviewed by Liu et al.384 and Wang et al.389
6.5. Variation in cell line and assay technique

Differences in toxicity with respect to use of different cell lines
can be well observed in the study of Patra et al. (2007). Citrate
capped AuNPs with 13 nm diameter exhibited remarkable anti-
proliferative activity in human lung carcinoma cell line A549
while the toxicity vanished when the same dose was applied
against the HepG2 human hepatocarcinoma cell line.401 One of
our previous studies with luteolin tagged AuNPs goes in line
with the difference in toxicity with respect to variable cell lines
as the non-targeted nanosystem produced toxicity against TNBC
cells while remained biocompatible with broblast cells (NIH-
3T3).26

While determining cytotoxicity, choosing an appropriate
assay method is one of the major tasks to be carried out. There
are different assays i.e. 3-(4, 5-dimethylthiazolyl-2)-2, 5-diphe-
nyltetrazolium bromide (MTT) assay, lactate dehydrogenase
(LDH) leakage test, calcein AM assay, colony forming (CFE)
assay, 2-(4-iodophenyl)-3-(4-nitrophenyl)-5-(2,4-disulfophenyl)-
2H-tetrazolium (WST-1) assay, tryptan blue assay etc. which are
used routinely for cytotoxicity assessments. The conicting
result of toxicity of AuNPs also arises with varying assay
methods used in experimental study. An example of the toxicity
dependency on the assay method was reported by Coradeghini
et al. (2013). The group showed that 5 nm AuNPs exerted toxicity
aer 72 h of treatment at a dose above 50 mM against Balb/3T3
mouse broblast cell line when determined through CFE assay
while no toxicity was observed applying same sized AuNP, same
dose and same cell line in case of cytotoxicity evaluation using
tryptan blue assay. Even if the dose was escalated to a higher
dose (300 mM) no toxic inuence was observed.402

Besides the above discussed parameters, nanoparticle dose
and concentration as well as administration route greatly affects
the toxicity in a denite cell line.403 While evaluating toxicity
relationship, it is better to consider not only LD50, but also ED50.
NP concentration in the cells can be measured using two
different but related concentration parameters i.e. numerical
concentration and mass concentration which are expressed as

below: numerical conc: ¼ 6MMw
prr3103

and mass conc: ¼ MMw
103

[where M = gold molar conc., Mw = Molar mass in g mol−1,
r = radius of NP, r = density in g mol−1].404 Also, the clearance
of the nanoparticles aer completion of therapeutic action is
also a parameter which can raise a question in dening toxicity
states. According to Huang et al. (2008) the size may contribute
to the clearance as they observed the persistence of >10 nm
AuNPs in mice up to 6 months although no signicant toxicity
was observed.405

Thus, we can well understand that determining toxicity of
AuNPs is a complex task to perform as lots of factors govern the
toxic impact of the particle. And it is also highly required to
© 2024 The Author(s). Published by the Royal Society of Chemistry
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design a suitable pathway or formula by which the toxicity of
NPs can be addressed accurately. In Table 9, we generalize some
of the studies with different toxicities of AuNPs as well as their
governing attributes.

Development of surface defects during nanomaterial devel-
opment like constitutional arrangement, disarray, grain
margins, and diverse surface topography would modulate its
interactions with cellular environment thus inuencing toxicity
signs.361 The impact of such deformities in formation and
subsequently their effect on toxicity in case of AuNPs could be
an area of interest for future investigations.

Conclusions

Gold mediated nanotechnological interventions have revolu-
tionized cancer management by facilitating transport of drug
cargo along with particle engineering mediated pin-point
selectivity and magnied uptake in cancerous cells. The role
of AuNPs has undergone a paradigm shi in the last decade
making them the go-to candidate not only for therapy and
diagnosis but also as a multifunctional device with theranostic
attributes. Breast cancer management oen involve single
chemotherapeutics or their combination and, in both cases,
AuNPs serve as an efficient carrier. The unique properties of
gold at the nanoscale, the inuence of particle engineering and
ease of metamorphosis of AuNPs into potent multifunctional
structures, as well as their inertness, biocompatibility, chemical
and thermal stability, and resistance to oxidation or corrosion
support their superiority over other nanoparticles and have
propelled their journey from laboratories to the market. More-
over, the entry of AuNPs into newer avenues like PTT and PDT
therapy or their use as contrast agents in X-ray, CT and multi-
modal imaging has further prompted clinicians to explore
nanodimensional gold in cancer management. As stated in the
review, AuNPs in clinical practice has now become a reality. In
addition to this fact, a huge pipeline of nano-scale gold prod-
ucts are currently undergoing Phase I, Phase II or Phase III trials
and may soon reach the market. This review focuses on
unravelling the various synthesis routes and tailoring of gold
nanoparticles for their targeted use in breast cancer
management.

Immense scientic variations in synthesis procedures of
AuNPs have occurred from the route initiated by Frens or Tur-
kevich, which have signicantly favoured their pharmacody-
namics but the toxicity aspects of nano-scale gold are a major
concern in their translation to clinics. Even toxicity assessments
of engineered or multifunctional AuNPs pose a complex chal-
lenge to nano-toxicologists. However, biocompatibility issues,
scale-up obstacles and the development of proper regulatory
framework to cater these nano-dimensional products still
require brainstorming ideas from all connected scientic
professionals to strengthen AuNPs' clinical presence.

Gold nanoparticles enable the combination of chemo-
therapy, photothermal therapy, and radiotherapy, enhancing
efficacy while minimizing side effects. Gold nanoparticles'
unique properties circumvent drug resistance mechanisms,
prolonging therapy effectiveness. AuNP-based
© 2024 The Author(s). Published by the Royal Society of Chemistry
immunotherapies leverage the immune system, improving
patient outcomes and long-term survival rates. Selectively
heating and destroying cancer cells with laser-activated AuNPs
allows precise tumor removal, reducing damage to healthy
tissue and improving patient recovery. Future research may
focus on optimizing targeting strategies and investigating novel
ligands for improved specicity. Additionally, exploring syner-
gies between gold nanoparticles and conventional cancer ther-
apies could enhance efficacy while minimizing side effects.
Investigating AuNPs' potential to overcome drug resistance
mechanisms may lead to more effective combination therapies.
Developing multifunctional AuNPs capable of imaging cancer
cells while delivering therapeutic payloads is a promising
avenue. Elucidating the mechanisms underlying the immuno-
modulatory effects of AuNPs and integrating AuNPs with
emerging technologies for cancer screening are areas of
interest. Last but not least, optimizing the physicochemical
properties of AuNPs to enhance biocompatibility and safety,
along with long-term studies assessing systemic effects, are
crucial for clinical translation.
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259 S. Sharma, J. Zapatero-Rodŕıguez, R. Saxena, R. O'Kennedy
and S. Srivastava, Biosens. Bioelectron., 2018, 106, 78–85.

260 Y. Bai, H. Li, J. Xu, Y. Huang, X. Zhang, J. Weng, Z. Li and
L. Sun, Biosens. Bioelectron., 2020, 166, 112424.

261 J.-H. Choi, J. Lim, M. Shin, S.-H. Paek and J.-W. Choi, Nano
Lett., 2020, 21, 693–699.

262 Q. Zhang, Y. Tian, Z. Liang, Z. Wang, S. Xu and Q. Ma, Anal.
Chem., 2021, 93, 3308–3314.

263 C. Wang, W. Wang, Y. Xu, X. Zhao, S. Li, Q. Qian and X. Mi,
Nanomaterials, 2022, 12, 666.

264 M. Hasanzadeh, E. Solhi, M. Jafari, A. Mokhtarzadeh,
J. Soleymani, A. Jouyban and S. Mahboob, Int. J. Biol.
Macromol., 2018, 120, 2493–2508.

265 Y. Bao, K. Han, Z. Ding, Y. Li, T. Li, M. Guan and G. Li,
Spectrochim. Acta, Part A, 2021, 253, 119562.

266 H. Zhao, T. Liu, L. Cui, Y. Li, F. Yang and X. Zhang, Sens.
Actuators, B, 2021, 345, 130332.

267 K. Kuntamung, J. Jakmunee and K. Ounnunkad, J. Mater.
Chem. B, 2021, 9, 6576–6585.

268 P. Ranjan, M. Abubakar Sadique, S. Yadav and R. Khan, ACS
Appl. Mater. Interfaces, 2022, 14, 20802–20812.

269 J. Zhao, Y. Tang, Y. Cao, T. Chen, X. Chen, X. Mao, Y. Yin
and G. Chen, Electrochim. Acta, 2018, 283, 1072–1078.

270 V. Maggi, F. Bianchini, E. Portioli, S. Peppicelli, M. Lulli,
D. Bani, R. Del Sole, F. Zanardi, A. Sartori and
R. Fiammengo, Chem. –Eur. J., 2018, 24, 12093–12100.

271 W.-J. Lee, K.-J. Kim, M. K. Hossain, H.-Y. Cho and
J.-W. Choi, Biochip J., 2022, 16, 33–40.

272 C. Pothipor, J. Jakmunee, S. Bamrungsap and
K. Ounnunkad, Analyst, 2021, 146, 4000–4009.

273 L. Farzin, M. Shamsipur, L. Samandari and S. Sheibani,
Microchim. Acta, 2018, 185, 1–9.

274 F. Shaei, R. S. Saberi and M. A. Mehrgardi,
Bioelectrochemistry, 2021, 140, 107807.

275 J. Zhao, D. Huo, X. Geng, J. Bao, J. Hou, Z. Shui, H. Yang,
Y. Qi, Y. Hu and M. Yang, Sens. Actuators, B, 2021, 332,
129480.
© 2024 The Author(s). Published by the Royal Society of Chemistry
276 R. A. Sperling, P. R. Gil, F. Zhang, M. Zanella and
W. J. Parak, Chem. Soc. Rev., 2008, 37, 1896–1908.

277 K. Kneipp, H. Kneipp and J. Kneipp, Acc. Chem. Res., 2006,
39, 443–450.

278 Y. Luo, Y. Xiao, D. Onidas, L. Iannazzo, M. Ethève-
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F. Franchini, D. Gilliland, J. Ponti and F. Rossi, Toxicol.
Lett., 2013, 217, 205–216.

403 X.-D. Zhang, H.-Y. Wu, D. Wu, Y.-Y. Wang, J.-H. Chang,
Z.-B. Zhai, A.-M. Meng, P.-X. Liu, L.-A. Zhang and
F.-Y. Fan, Int. J. Nanomed., 2010, 771–781.

404 I. Fratoddi, I. Venditti, C. Cametti and M. V. Russo, Toxicol.
Res., 2015, 4, 796–800.

405 X.-L. Huang, B. Zhang, L. Ren, S.-F. Ye, L.-P. Sun,
Q.-Q. Zhang, M.-C. Tan and G.-M. Chow, J. Mater. Sci.:
Mater. Med., 2008, 19, 2581–2588.

406 P.-H. Lu, H.-J. Li, H.-H. Chang, N.-L. Wu and C.-F. Hung, J.
Nanopart. Res., 2017, 19, 1–12.

407 J. H. Kim, J. H. Kim, K.-W. Kim, M. H. Kim and Y. S. Yu,
Nanotechnology, 2009, 20, 505101.

408 T. Mironava, M. Hadjiargyrou, M. Simon, V. Jurukovski and
M. H. Rafailovich, Nanotoxicology, 2010, 4, 120–137.

409 L. R. Hirsch, R. J. Stafford, J. Bankson, S. R. Sershen,
B. Rivera, R. Price, J. D. Hazle, N. J. Halas and J. L. West,
Proc. Natl. Acad. Sci. U. S. A., 2003, 100, 13549–13554.

410 S. K. Nune, N. Chanda, R. Shukla, K. Katti, R. R. Kulkarni,
S. Thilakavathy, S. Mekapothula, R. Kannan and K. V. Katti,
J. Mater. Chem., 2009, 19, 2912–2920.

411 S. Vijayakumar and S. Ganesan, J. Nanomater., 2012, 2012,
14.

412 H. Takahashi, Y. Niidome, T. Niidome, K. Kaneko,
H. Kawasaki and S. Yamada, Langmuir, 2006, 22, 2–5.

413 P. Chandran, J. E. Riviere and N. A. Monteiro-Riviere,
Nanotoxicology, 2017, 11, 507–519.
© 2024 The Author(s). Published by the Royal Society of Chemistry

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d3na00988b

	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy

	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy

	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy

	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy

	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy
	Tackling breast cancer with gold nanoparticles: twinning synthesis and particle engineering with efficacy


