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Designing nanodiscs as versatile platforms for
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Nowadays, there has been an increasing utilization of nanomedicines for disease treatment. Nanodiscs
(NDs) have emerged as a novel platform technology that garners significant attention in biomedical research
and drug discovery. NDs are nanoscale phospholipid bilayer discs capable of incorporating membrane pro-
teins and lipids within a native-like environment. They are assembled using amphiphilic biomacromolecular
materials, such as apolipoprotein A1l or membrane scaffold proteins (MSPs), peptides, and styrene—maleic
acid polymers (SMAs). NDs possess well-defined sizes and shapes, offering a stable, homogeneous, and bio-
logically relevant environment for studying membrane proteins and lipids. Their unique properties have
made them highly desirable for diverse applications, including cancer immunotherapy, vaccine develop-
ment, antibacterial and antiviral therapy, and treating Alzheimer's disease (AD) and diabetes-related con-
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ditions. This review discusses the classifications, advantages, and applications of NDs in disease therapy.

1. Introduction

Nanomaterials have made a significant impact as drug delivery
carriers, with nanodiscs (NDs) emerging as a forefront class of
nanoparticles (NPs) for both treatment and diagnosis of
various ailments. NDs are synthetic phospholipid particles
with a unique morphology and size, which heightens their
effectiveness in drug delivery. Pioneered by Sligar et al. in the
early 2000s, these model membrane systems have dimensions
of roughly 10 nm in diameter and a thickness ranging from
4.6 to 5.6 nm." NDs resemble high-density lipoprotein (HDL)
in structure. HDL, with a diameter of approximately 10 nm,
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functions as a carrier for different types of lipids, such as
cholesterol and triglycerides.”> HDL is made up of a variety of
apolipoproteins, the most important of which is apolipopro-
teins A-1 (ApoA-1); HDL is a good model for loading poorly
soluble small molecules. For addressing the solubility chal-
lenge, scientists have modified ApoA-1 proteins, leading to an
array of membrane scaffold proteins (MSPs) and peptides,
which can then be assembled into NDs of similar size.?

A standout application of NDs is seen in EVOQ therapeutics’
nanodisc technology. This advanced system is designed to target
disease-specific antigens directly to lymph nodes, presenting a
promising avenue for autoimmune disease treatments. Notably,
Amgen and subsequently Gilead Sciences have recognized the
value of nanodiscs and invested $660 million on January 3, 2023,
for the development of novel therapies targeting autoimmune dis-
eases like systemic lupus erythematosus and rheumatoid arthritis;
this demonstrates the significant potential of NDs in disease treat-
ment. This review summarizes the classifications and benefits of
NDs and introduces their applications in disease treatment.

2. Classification of NDs

Since the FDA approved the first nanoparticles, known as INFeD
(Sanofi Aventis, Allergan), for clinical use in 1974, there has
been a steadily increasing interest in exploring nanomedicines
as a potential treatment for various diseases.* Research findings
indicate that NPs can be broadly categorized into three main
types: polymer-based nanoparticles, lipid-based nanoparticles,
and inorganic particles (Fig. 1).> Among these, lipid-based nano-
particles composed of lipids have gained significant attention
for their ability to deliver hydrophobic drugs and nucleic acids,
which results in prolonged circulation and enhanced drug deliv-
ery capabilities.°® Polymer-based nanoparticles, assembled
using amphiphilic copolymers such as polymersomes, micelles,
and dendrimers, which are typically formed with materials like
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polyethylene glycol (PEG) and polydimethylsiloxane (PDMS),
offer improved stability and cargo-retention efficiency, making
them well-suitable for drug delivery.>'® Dendrimers, formed
from charged polymers such as polyethylenimine (PEI) and
polyamidoamine (PAMAM), have applications as theranostic
and contrast agents.'"'” Inorganic particles, created from
materials such as gold, iron, and silica, exhibit unique physical,
magnetic, and optical properties and have been extensively
studied for diagnostics, imaging, and photothermal
therapy.>® Each type of NP possesses distinct advantages for
disease therapy, but they also come with notable drawbacks.

Nanoparticles typically range in size from 1 to 100 nm,
making them susceptible to uptake by the liver and spleen.
However, non-spherical NPs offer advantages over their spherical
counterparts, including an extended blood circulation half-life
and a higher cellular endocytosis rate. In recent years, significant
attention has been directed toward the development of NDs,
which are non-spherical NPs coated with amphiphilic molecules
like proteins, synthetic polymers, or short-chain lipids. NDs draw
inspiration from the transportation of lipid nanocarriers in the
human bloodstream. Among these nanocarriers, high-density
lipoprotein (HDL) plays a pivotal role in the transport and metab-
olism of lipids, particularly cholesterol and triglycerides.” NDs
can efficiently carry various substances, including drugs, nucleic
acids, signal-emitting molecules, or dyes, making them highly
effective nanocarriers for therapeutic applications or medical
diagnostics.'® This versatility and capability make NDs promising
tools in the field of nanomedicine.

NDs are considered ideal nanoformulations due to their
enhanced anisotropic characteristics and multifunctional
functionalization potential. Based on their composition (as illus-
trated in Fig. 2), NDs can be classified into four categories:"°

(1) Lipid nanodiscs (LNDs). LDNs consist of amphiphilic
biomacromolecules such as membrane scaffold proteins
(MSPs),*° apolipoprotein A1 (ApoA-1),>! and peptides modified
according to ApoA-1 (Fig. 2A).>?
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Fig. 1 Classification of NPs. (A) Polymer-based nanoparticles assembled using amphiphilic copolymers such as polymersomes, micelles, and den-

drimers. (B) Lipid-based nanoparticles. (C) Inorganic particles: gold NPs, mesoporous NPs, and silicon NPs.

(2) Styrene-maleic acid (SMA) lipid nanoparticles
(SMALPs) and novel SMALPs. SMALPs are formed through the
copolymerization of styrene and maleic anhydride monomers.
They are the hydrolyzed form of styrene-maleic anhydride
(SMAnh) copolymers (Fig. 2B).>*

(3) Polymer nanodiscs (PNDs). PNDs are assembled from
MSPs or other biomacromolecules in the presence of amphi-
philic block copolymers such as the bacterial ATP-binding cas-
sette (ABC) transporter MsbA (Fig. 2C).>* ¢

(4) Hybrid nanodiscs (HNDs). HNDs encompass hybrid
bicelles (HBs), edge-modified hybrid bicellars (EHBs), plane-
modified hybrid bicellars (PHBs), and similar structures. HBs
are an extension of bicelles and are composed of a long-chain
cerasome-forming lipid and a short-chain phospholipid. The
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edge- and plane-modified hybrid bicellar nanodiscs are
referred to as EHB and PHB, respectively (Fig. 2D).”

3. Advantages of NDs

NDs present numerous advantages over other nanoparticle plat-
forms, such as uncomplicated formulation, consistent reprodu-
cibility, enhanced stability, and superior biocompatibility.
When employed in vivo, NDs demonstrate remarkable pharma-
cokinetics and biological distribution, allowing them to exhibit
heightened specificity to target tissues and cellular receptors.
This specificity enables more accurate drug release or lipid
exchange. As a multifaceted platform, NDs have a broad spec-
trum of potential applications. To sum up, the benefits of NDs
significantly overshadow those of traditional NPs.

3.1 Size control and therapeutic targeting

One of the primary attributes of NDs is their uniform and
adjustable size, which plays a crucial role in therapeutic target-
ing. NDs can be fabricated from diverse materials, resulting in
varying sizes. For instance, NDs offer precise size control by
leveraging specific membrane scaffold protein (MSP) struc-
tures, usually from 10 nm to 20 nm. In recent years, the devel-
opment of cyclized MSP proteins (cMSP) has made it possible
to obtain covalently circularized NDs (cNDs) with a size larger
than 80 nm, which have better thermal stability and long-term
stability; they can load drugs and membrane proteins more
efficiently and achieve better targeted drug delivery, and
achieve better applications in structural analysis.>®™°
Assembled with styrene-maleic acid (SMA), NDs typically
possess a size of around 20 nm—ideal for drug delivery and
transporting small molecular probes across the blood-brain
barrier (BBB).>"** Additionally, strategic ligand modifications,

This journal is © The Royal Society of Chemistry 2024
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Fig. 2 Different forms of NDs. (A) Lipid nanodiscs (LNDs) consist of amphiphilic biomacromolecules. (B) Styrene—maleic acid (SMA) lipid nano-
particles (SMALPs) formed through the copolymerization of styrene and maleic anhydride monomers. (C) Polymer nanodiscs (PNDs) assembled from
MSPs or other biomacromolecules in the presence of amphiphilic block copolymers. (D) Hybrid nanodiscs (HNDs) composed of a long-chain cera-

some-forming lipid and a short-chain phospholipid.?’

such as planar and edge adjustments on NDs, can amplify the
anisotropic effect, thereby bolstering targeting efficiency.*

In recent studies, Zhang’s team, in 2023, innovatively used
bacterial outer membranes to design cell-based nanodiscs
(OM-NDs) as an antibacterial vaccination platform. Using
Pseudomonas aeruginosa as a model pathogen, they demon-
strated that OM-NDs efficiently reached the lymph nodes in vivo
due to their petite size. These NDs also interacted effectively
with antigen-presenting cells (APCs), which sped up uptake and
intensified immune responses. Such findings underscore NDs’
ideal sizing and adaptability for various material loadings.** In
2017, Zhang Qiang’s group delved into how nanomaterials’ bio-
logical attributes could be modulated by altering their shape
and ligand modifications. They designed and engineered four
types of nanoparticles, including hybrid nanospheres, NDs, and
NDs modified with octahedral arginine or edge or planar modi-
fication (R8) sequences. The researchers discovered that the an-
isotropy induced by R8 modification significantly impacted
endocytosis, intracellular transport, and even tissue penetration
of nanoparticles. The maximum increase in cell uptake, com-
paring the planar modification to marginal modification of RS,
reached up to 17-fold. The team also compared the cell uptake
differences across six different cell lines. Their findings revealed
that shape anisotropy and ligand alterations profoundly influ-
ence the endocytosis, internal transport, and tissue penetration
capacities of nanoparticles.>” NDs, with their capacity for fine-
tuned size adjustment and enhanced targeting, have emerged
as potent assets in oncological research and treatments. These
unique characteristics of NDs hold great promise for evolving
imaging probes and delivery mechanisms for chemotherapeu-
tics, vaccines, and anti-cancer agents.

3.2 Binding affinity and adhesion

Compared to spherical NPs, disk-shaped NDs offer distinctive
perks. Their expansive surface area leads to prolonged circula-

This journal is © The Royal Society of Chemistry 2024

tion, augmented cellular intake, and refined biological distri-
bution. Additionally, NDs’ flattened geometry instigates a
torque within blood flow, propelling them to rotate and roll.
This dynamism amplifies their proximity to vessel walls, rein-
forcing vascular adherence.***®

Recent advancements have highlighted challenges in sys-
temically delivering STING agonists to tumors. However, a
marked improvement in tumor penetration was observed
when STING-activated cyclic dinucleotides (CDNs) were inte-
grated into NDs for intravenous administration. This approach
ensures that most tumor cells are exposed to STING agonists.>”
Likewise, another investigation showed that disc-shaped nano-
carriers decorated with N-methylated glutamate (CR(NMe)EKA)
and loaded with Cys-Arg-Glu-Lys-Ala exhibited superior
tumor targeting and penetration compared to spherical nano-
particles. This enhanced delivery system effectively transported
tumor necrosis factor-associated apoptosis-inducing ligand
(TRAIL) and paclitaxel (PTX) to lung melanoma tumor sites.*®

3.3 Biocompatibility and biosafety

The foundation of NDs lies in predominantly biocompatible
constituents. For example, the primary elements that comprise
LNDs or PNDs are modifications of the human ApoA-1
protein, like membrane scaffold proteins (MSPs) or peptides.
Studies have consistently vouched for the commendable phar-
macokinetic traits and biocompatibility of LNDs and PNDs for-
mulated with MSPs or ApoA-1 analogs.>**® SMA, an amphiphi-
lic biomacromolecule utilized in assembling SMALPs, has
been extensively investigated for its biosafety. Furthermore,
innovations are underway to create sturdier SMA copolymers
that remain stable under acidic conditions or amid polyvalent
ions.*! Silica, a key component in the construction of HNDs, is
classified as “generally considered safe” by the US Food and
Drug Administration (ID Code: 14808-60-7).>* These biosafe
materials and their metabolic pathways contribute to the

Nanoscale, 2024, 16, 2220-2234 | 2223
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overall biocompatibility of NDs, making them a promising
platform for various biomedical applications.

The comprehensive benefits of NDs encompass size adapta-
bility, targeting proficiency, biocompatibility, and seamless
drug modification potential. Although considerable efforts
have been made in preclinical research, a significant portion
of ND-related studies remains in the validation phase, awaiting
concrete clinical data. To harness NDs’ full potential in clinical
contexts, continued research, validation, and clinical trials are
imperative. As ND research continues to evolve, it is pivotal to
rigorously assess NDs through clinical examinations to
confirm their efficacy and safety, ensuring that they become a
trustworthy instrument in clinical applications.

4. Application of NDs in disease
therapy

NDs present a remarkably versatile molecular delivery plat-
form, amenable to extensive modifications that enhance
disease targeting and enable personalized tumor treatments.
Numerous studies have underscored the utility of NDs in
disease therapy, illuminating their remarkable versatility and
untapped potential.*>*” The unique disc-shaped structure of
NDs allows for efficient loading of poorly soluble drugs,
thereby improving their therapeutic efficacy. Furthermore, NDs
can be modified with vaccine adjuvants or anti-tumor drugs to
facilitate tumor immunotherapy.'® Functional small molecules
can also be loaded onto NDs to investigate transmembrane sig-
naling pathways and employ visualization tracing techniques.
In subsequent discussions, we will delve into the specific
applications of NDs in disease therapy, providing comprehen-
sive insights into their therapeutic potential and highlighting
their contributions to advancing medical research and person-
alized medicine.

4.1 Cancer immunotherapy

Cancer immunotherapy faces two formidable challenges: the
insufficient infiltration of CD8" T cells and the overexpression
of programmed cell death protein 1 (PD-1) on the surfaces of
activated T cells.*® Extensive research has focused on small-
molecule drugs targeting the stimulator of interferon genes
(STING), immune checkpoints, and toll-like receptors (TLR) as
potential tumor therapy agents. Although these drugs exhibit
promise against various cancers, their efficacy is hampered by
the daunting barriers posed by tumor heterogeneity, the
immunosuppressive tumor microenvironment (TME), and the
blood-brain barrier.***>*° Thanks to their unique advantages,
NDs have emerged as a promising platform for cancer immu-
notherapy. One approach involves utilizing NDs to deliver
tumor antigens to dendritic cells, specialized immune cells
that can activate T cells to recognize and eliminate cancer
cells. NDs can be engineered with tumor antigens and adju-
vants, such as toll-like receptor agonists, to enhance the
immune response. By delivering these immunogenic com-
ponents to dendritic cells, NDs facilitate the generation of a

2224 | Nanoscale, 2024, 16, 2220-2234
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robust anti-tumor immune response.’’ > The advantages of
employing NDs in cancer immunotherapy are manifold.
Firstly, the disk-shaped structure of NDs provides a larger
surface area for loading tumor antigens and adjuvants,
enabling efficient delivery to dendritic cells. Secondly, the size
and surface modification of NDs can be fine-tuned with pre-
cision to augment cellular uptake and activate immune cells.
Thirdly, NDs can protect the encapsulated antigens and adju-
vants from degradation and premature release, ensuring their
effective delivery to the target cells. By harnessing NDs’ capa-
bilities, researchers aim to overcome the limitations of current
cancer immunotherapy approaches and achieve improved
therapeutic outcomes. Ongoing research endeavors are
imperative to optimize ND-based immunotherapeutic strat-
egies and validate their efficacy in preclinical and clinical
settings.

Targeting the STING signaling pathway with innate
immune stimuli has demonstrated potential in bolstering anti-
tumor immunity. However, the effective delivery of STING ago-
nists directly to tumors remains challenging. To tackle this,
researchers have conjugated STING agonists, specifically cyclic
dinucleotides (CDNs), with PEGylated lipids, creating
CDN-PEG-lipids. When these are incorporated into LNDs, the
resultant LNDs (as depicted in Fig. 3A) have shown improved
tumor penetration upon intravenous administration. This led
to improved co-localization of CDNs and tumor antigens in
dendritic cells, increased uptake of LND-CDNs by cancer cells,
and enhanced T cell activation.**** As carriers, LNDs ensure
efficient compound delivery within solid tumors, reinforcing
their potential to augment immunotherapy. Integrating
chemotherapy drugs with immunotherapies has shown a
promising synergy in immune activation. For instance, the
commonly employed chemotherapy agent, adriamycin (DOX),
has been channeled through NDs as delivery vehicles. This
modality triggers immunogenic cell death in malignant cells,
exerting an anti-tumor effect (Fig. 3B).*® Another notable study
focused on NDs for chemoimmunotherapy targeting glioblas-
toma (GBM), wherein the vector, packed with docetaxel (DTX)
and CpG (a toll-like receptor 9 agonist), efficiently delivered
the chemotherapy drug to the GBM microenvironment,
causing notable tumor regression (Fig. 3C).>

Highly heterogeneous tumors represent a formidable
obstacle to targeted therapies. Within this context, photother-
mal therapy (PTT) has emerged as a promising treatment
modality. Ye’s group utilized phage display technology to
identify an osteosarcoma (OS) targeting peptide (OTP).
Subsequently, they ingeniously integrated OTP and Cy7-TCF
(2-dicyanomethylene-3-cyano-4,5,5-trimethyl-2,5-dihydrofuran,
TCF) into NDs, resulting in the creation of T-NDs (illustrated
in Fig. 3D) tailored for heterogeneous tumors. Experimental
results demonstrated that these specialized NDs effectively
enhanced photothermal tumor ablation under near-infrared
light and prolonged tumor retention.>”

These studies highlight the potential of ND-based cancer
therapy as a novel and adaptable approach for priming anti-
tumor immunity and enhancing tumor sensitivity to immune

This journal is © The Royal Society of Chemistry 2024
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checkpoint blockade. This provides a theoretical foundation
for the precise treatment of highly heterogeneous tumors. By
leveraging NDs’ unique targeting capabilities and photother-
mal properties, researchers aim to develop innovative strat-
egies for combating complex and diverse tumor types. Further
exploration and validation of these approaches are essential
for advancing the field of precision medicine in the treatment
of heterogeneous tumors.

4.2 Vaccine development

Based on soluble antigens paired with classic adjuvants, con-
ventional cancer vaccines have demonstrated limited perform-
ance in clinical settings. This underscores the imperative need
for innovative vaccine technologies to stimulate robust T cell
responses for effective antitumor activity. To date, many
reports have been published on using nanovesicles to integrate
nanovaccines, which can achieve personalized tumor
immunotherapy.®®®” Whether sourced from diverse mem-
branes or loaded with antigenic peptides and tumor markers,
NDs present a rich tapestry of antigenic features and inherent
immunogenic attributes. They stand out as promising candi-

This journal is © The Royal Society of Chemistry 2024

dates for devising vaccines for tumor immunotherapy and
countering infectious diseases.

Extracting membrane proteins directly from the natural
membrane environment to assemble NDs has great potential
and can well retain the structure and activity of membrane pro-
teins. In 2018, Tsyr-Yan Yu’s group extracted bacteriorhodop-
sin from the natural membrane environment and assembled it
into a covalently circularized nanodisc; the natural structure
and activity of the protein are well retained.”® Zhang’s group
has successfully constructed a cellular ND, harnessing the bac-
terial outer membrane of Pseudomonas aeruginosa (OM-NDs)
(Fig. 4A) as a platform for antimicrobial vaccine. Owing to
their diminutive size, these NDs can be efficiently delivered to
lymph nodes, forging effective interactions with antigen-pre-
senting cells, resulting in accelerated uptake and improved
immune stimulation. This approach has demonstrated the
ability to elicit strong humoral and cellular immune responses
against Pseudomonas aeruginosa, as confirmed in a mouse
model of pneumonia.>* Furthermore, NDs offer the advantage
of being loaded with antigenic peptides or specific tumor
markers, enhancing their immunogenicity. Studies conducted
in mice and nonhuman primates have validated the efficacy

Nanoscale, 2024, 16, 2220-2234 | 2225
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and safety of NDs loaded with antigenic peptides
(Fig. 4B).*>*°"®" Aldehyde dehydrogenase (ALDH) has been
widely utilized as a marker for isolating cancer stem cells
(CSCs), which proliferate extensively and drive tumor meta-
stasis and recurrence and have been demonstrated to be
present in more than 20 tumor types to date.®®®® James J.
Moon’s group developed synthetic NDs for vaccination against
ALDH"®" CSCs. NDs facilitate antigen transport to lymph
nodes and induce robust ALDH-specific T cell responses, pre-
senting a renewed avenue for cancer immunotherapy aimed at
CSCs (Fig. 4C)."

Furthermore, there have been studies on loading the HIV
envelope glycoprotein (Env) membrane protein onto NDs.
These studies have successfully resolved the complex structure
formed by Env and the membrane-proximal external region
(MPER)-targeting antibody 10EB. Through the exploration of
the molecular mechanism of the Env-MPER antibody complex,
it was discovered that the tilt of Env plays a crucial role in the
neutralization mechanism of MPER-targeted antibodies.®* A
work studied the structure of MPER NDs combined with 4E10,
and also found that membrane fusion was abolished by chan-
ging MPER dynamics and modifying average ectodomain tilt,
providing information for future vaccine development.®® In
another research study, MPER-TMD (MPER and the adjacent

2226 | Nanoscale, 2024, 16, 2220-2234

transmembrane domain) was assembled into NDs, and the
structure of MPER-TMD and its mechanism of action com-
bined with 10E8 were explored to provide a structural basis for
vaccine design.®® These findings provide a solid structural
foundation for developing vaccines based on the ND platform,
with the potential to advance HIV immunotherapy.

4.3 Antibacterial and antiviral therapy

NDs have emerged as promising platforms for antimicrobial
and antiviral therapies, aiming to enhance the targeting and
eradication of bacterial and viral pathogens. The utilization of
NDs for delivering antimicrobial peptides or drugs offers
several benefits. Firstly, it protects antibacterial drugs from
degradation, ensuring their stability and prolonging their
effectiveness. Additionally, NDs facilitate the efficient uptake
of these agents by pathogens, thereby improving their potency
and selectivity. In the context of antiviral therapy, NDs can
display viral or bacterial antigens, triggering robust and
specific immune responses against targeted pathogens. This
immune stimulation is critical in combating viral infections.
To further optimize therapy, NDs can be functionalized with
antigens, adjuvants, and targeting ligands such as antibodies
or peptides. These modifications enhance the immunogenicity
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and specificity of the therapeutic approach, ultimately improv-
ing its overall efficacy.

The misuse and overuse of antibiotics have contributed to
the emergence of drug resistance during treating bacterial
infections. Additionally, inflammation poses another signifi-
cant challenge in antimicrobial therapy. Infections often
trigger the recruitment of inflammatory cells, producing high
levels of reactive oxygen species (ROS), which can cause oxi-
dative damage to healthy tissues.®”” Most antimicrobial agents
currently available lack anti-inflammatory properties, high-
lighting the need to develop new therapeutic platforms
capable of selectively targeting microbes while also possessing
anti-inflammatory activity. Although non-antibiotic drugs,
such as cationic peptides or metal-based nanomaterials, have
been explored as antimicrobial agents, they often suffer from
poor selectivity and may induce cytotoxicity in normal human
somatic cells, leading to severe adverse effects.®® However,
recent research has demonstrated the tremendous potential of
Bi,Se;-NDs in treating bacterial infections. Bi,Se;-NDs exhibit
several desirable properties. They effectively bind to lipotei-
choic acid found in Gram-positive bacteria, physically disrupt-
ing the bacterial wall/membrane. Additionally, these
nanosheets possess intrinsic antioxidant activity, allowing
them to scavenge ROS generated by macrophages during bac-
terial infection. Importantly, Bi,Se;-NDs (Fig. 5A) demonstrate
low off-target side effects and are effective against drug-resist-
ant bacteria. They also exhibit high stability and biocompat-
ibility, opening up new possibilities for developing non-anti-
biotic drugs.®® In addition, another study also reported that
Bi,Se;-NDs can clear intestinal reactive oxygen and nitrogen
species (RONS), effectively reduce intestinal inflammation,
and have a good therapeutic effect in the treatment of inflam-
matory bowel disease.”®

Antiviral drugs that target the viral membrane offer the
advantage of creating a barrier against drug resistance and
exhibiting broad-spectrum activity across different viruses, irre-
spective of their specific viral membranes. However, there is a
current lack of antiviral drugs that selectively target and
destroy viral membranes, inhibiting a wide range of enveloped
viruses.” 7 In a significant development, Dae-Hyuk Kweon
has pioneered using NDs containing a decoy virus receptor to

Lipoteichoic acid
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inhibit viral infections. The antiviral activity of these NDs is
enhanced when a viral receptor, such as sialic acid, is incor-
porated into the nanoparticle. This incorporation allows the
NDs to disrupt the viral envelope within endosomes, particu-
larly at low pH levels. Consequently, the viral RNA becomes
trapped within endolysosomes, undergoing enzymatic hydro-
lysis. In experimental mouse models, NDs effectively inhibit
influenza virus infection, reducing morbidity and mortality
without causing noticeable toxicity (Fig. 5B).”*

Antimicrobial peptides (AMPs) play a crucial role in the
innate immune system of animals, plants, fungi, and prokar-
yotes. These cationic and amphiphilic peptides directly target
bacterial membranes, causing damage and compromising
their integrity. AMPs have shown promising prospects in com-
bating antibiotic-resistant infections. In a study conducted by
Michael T. Marty et al., the interaction between different lipid
bilayer NDs and AMP-lipids was investigated to gain insights
into the potential mechanism of action of AMPs.”?
Furthermore, Tomohiro Imura et al. isolated an antimicrobial
peptide called PXT-5 and its modified version, modified
PXT-5, from the skin of diploid Xenopus tropicalis. Through
experiments, it was demonstrated that these antimicrobial
peptides could be efficiently incorporated into NDs, highlight-
ing the potential for their application in antimicrobial
therapies.”®

In conclusion, NDs offer substantial potential as versatile
platforms for antibacterial and antiviral therapies. Their capa-
bility to deliver antimicrobial agents, induce specific immune
responses, and be modified with various components signifi-
cantly enhances the immunogenicity, specificity, and effective-
ness of these therapeutic approaches. The studies mentioned
above contribute to our understanding of the interaction
between NDs and AMPs, furthering the development of inno-
vative antimicrobial strategies.

4.4 Treatment of other diseases

4.4.1 Alzheimer’s disease (type III diabetes). Alzheimer’s
disease (AD), a prevalent neurodegenerative disease, currently
lacks effective treatment options, recent clinical and basic
research has reported that AD and diabetes share common
pathophysiological changes and signaling pathways, and the

Sialic
acid

Macrophage

Anti-inflammation

Membrane
scaffold protein

Fig. 5 (A) Illustration of the preparation of Bi?Se*-NDs and the combined

total ganglioside-embedded nanodisc (NDTG) contains a decoy virus receptor to inhibit viral infections.
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term “type-3-diabetes” for AD has been proposed.”””® Two
common hypotheses for AD pathogenesis are the amyloid
hypothesis and the acetylcholine hypothesis. Research indi-
cates that in late-onset AD, there is a global impairment of
amyloid-beta (Ap) clearance while AP production remains
unimpaired.””®® The imbalance between A production and
clearance leads to the abnormal aggregation of A, resulting in
the formation of amyloid fibers and plaques.®! These plaques
exhibit neurotoxicity, trigger neurite damage, and elicit proin-
flammatory responses.’>*>®  Additionally, studies have
revealed a link between AD pathogenesis and the dysfunction
of acetylcholinesterase (AChE). AChE-induced imbalanced
hydrolysis of acetylcholine can accelerate AB deposition and
contribute  to  cognitive  decline  associated  with
inflammation.®"®> Hence, developing immunotherapies and
acetylcholinesterase inhibitors to enhance Af clearance is con-
sidered a promising treatment strategy for AD.%°
Nanotechnology provides a valuable approach for targeted
therapy against Ap by serving as an efficient drug delivery
system. Curcumin-modified nanoliposomes and lipid nano-
carriers based on phosphatidic acid and cardiolipin have
demonstrated a high affinity for Ap and its polymers, offering
potential for AD treatment.’”®° However, most nanocarriers
face challenges penetrating the blood-brain barrier (BBB).
Thus, developing nanocarriers with BBB permeability and
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strong AP targeting capabilities is essential. In this context,
NDs have shown remarkable advantages.

In a study conducted by Gao’s group in 2015, a nano-
structure called monosialotetrahexosylganglioside (GM1)-
modified recombinant high-density lipoprotein (GM1-rHDL)
was reported (Fig. 6A). This nanostructure exhibited a high
antibody-like affinity to Ap and facilitated the degradation of
AP by microglia and its efflux across the BBB. When adminis-
tered intranasally, NDs demonstrated efficient distribution in
the brain. The researchers loaded a neuroprotective peptide
called NAP onto NDs, resulting in RNAP-GM1-rHDL. This for-
mulation exhibited enhanced neuroprotection, reduced Ap
deposition, and improved neurological changes in AD model
mice.* In 2016, Gao’s group developed a biomimetic nano-
carrier called APOE-reconstituted high-density lipoprotein
nanocarrier (ANC). Confocal microscopy studies demonstrated
that ANC could cross cerebral blood vessels and accumulate
around Af aggregates. Subsequently, the researchers loaded
a-mangogenin (a-M) onto ANC, forming ANC-a-M (Fig. 6B).
a-M is a polyphenolic drug that inhibits the formation of Ap
oligomers and fibers, and enhances the cellular degradation of
AP. ANC-a-M exhibited a strong affinity for Ap and effectively
reduced amyloid deposition, decreased microglia proliferation,
and improved memory deficits in SAMP8 mice.*> The BBB
poses a challenge in delivering therapeutic and diagnostic

neuron

AD model mice

microglia

ANC-a-M

=
ﬁr DMPC -
ApoE3
AD mouse
* oM

Parenchyma

Microglia

ANC-a-M enhance AB uptake and degradation

Fig. 6 (A) The assembly process of GM1-rHDL, GM1-rHDL exhibited a high antibody-like affinity to AB and facilitated the degradation of AB. (B) The

assembly process of ANC-a-M, which can enhance Af uptake and degradation in mouse models.
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drugs to the central nervous system (CNS). However, NDs with
high BBB permeability and a solid binding affinity for Ap have
been developed, offering a promising platform for drug deliv-
ery in AD. These advancements hold the potential for effective
treatment strategies for AD.

4.4.2 Diabetes-related diseases. Diabetes-related diseases,
such as diabetic nephropathy (DN), have been extensively
studied due to their high prevalence and impact on renal func-
tion. Epidemiological studies have identified DN as the
leading cause of end-stage renal disease.’® The development of
DN is associated with lipid metabolism disorders, character-
ized by elevated levels of very low-density lipoprotein (VLDL),
low-density lipoprotein (LDL), and triglycerides (TG), as well as
decreased levels of high-density lipoprotein.”"*> Impaired
renal cholesterol efflux has also been implicated in the risk of
DN.”*?* 1LXRs (liver X receptors) are intracellular cholesterol
sensors and their agonists play a crucial role in activating
cholesterol transporters.”® LXR agonists have shown renal pro-
tective effects in DN by inhibiting mesangial dilation and redu-
cing excessive lipid accumulation in macrophages within
kidney tissues. This, in turn, leads to the suppression of
various signaling pathways and a decrease in pro-inflammatory
cytokine levels such as IL-6 and TNF-a.’®°” However, the clini-
cal application of LXR agonists is hindered by their liver side
effects, which result in excessive triglyceride secretion into the
systemic circulation.”® NP-based drug delivery systems offer a
promising approach to overcome these challenges. By utilizing
NPs, drug half-life can be extended and drug efficacy and tar-
geting can be improved.®®'%® Specifically, in the context of DN,
nanoparticles with sizes ranging from 10 to 50 nanometers
have been developed to facilitate targeted treatment. These
nanoparticles can readily enter the kidney through the initial
barrier of kidney filtration and deliver drugs directly to the
disease site, thereby avoiding excretion through urine.'”*%%1%%

Anna Schwendeman’s research group has significantly
advanced in developing a renal-targeted therapy strategy for
DN. They have modified synthetic NDs by incorporating a
renal targeting ligand called KT peptide and encapsulating
LXR agonists within the NDs. This approach aims to specifi-
cally target the kidneys and deliver LXR agonists to address the
underlying mechanisms of DN. The LXR agonists delivered by
NDs play a crucial role in promoting the removal of excess

KT-sHDL/To
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lipids from mesangial cells, improving inflammation, and
restoring normal kidney function. In experimental studies, the
data demonstrated that the modified NDs, known as KT-sHDL/
TO, effectively facilitated cholesterol efflux and inhibited
mesangial cell proliferation. Moreover, these NDs exhibited
significant therapeutic effects in a DN mouse model, showcas-
ing their potential for future clinical translation in the treat-
ment of DN. The research conducted by Anna Schwendeman’s
group provides promising insights into the development of tar-
geted therapies for DN, offering new avenues for managing
this prevalent complication of diabetes (Fig. 7A).'%*

Therapeutic approaches utilizing endogenous stem cell
mobilizers have shown promise in providing effective cell-free
therapy for various ischemic diseases. Substance P (SP), a
peptide consisting of 11 sequences, has been identified as an
effective endogenous mobilizer for mesenchymal stem cells
(MSCs) and endothelial progenitor cells (EPCs), leading to
wound healing and angiogenesis induction. It has been con-
sidered a potential treatment for severe ischemic diseases,
including diabetic hind limb ischemia, ulcers, and wounds,
without needing in vitro cell culture and expansion.'®'%!
However, the SP peptide has a short half-life and is rapidly
degraded in the body. Diabetic patients, in particular, experi-
ence increased levels of neutral endopeptidase (NEP), an
enzyme responsible for degrading SP. This results in a half-life
of SP of less than 1 minute in diabetic mice, limiting its thera-
peutic potential.'®® To overcome this challenge, Seung-Woo
Cho’s group has developed HDL-SP-simulated NDs. By com-
bining SP with HDL NDs, the in vitro and in vivo half-life of SP
is significantly extended, showing an over thousand-fold
increase. This innovative approach improves the retention of
SP in the bone marrow, leading to enhanced angiogenesis and
restoration of blood perfusion in a diabetic limb ischemia
model. As a result, limb retention is significantly improved,
offering a new and promising strategy for treating diabetic
ischemia (Fig. 7B).'°°

Indeed, studies have demonstrated that NDs are highly
efficient drug carriers with several advantageous properties.
One notable feature is their ability to enhance the stability and
prolong the half-life of unstable polypeptide or protein drugs.
Encapsulating these fragile drugs within NDs can reduce their
susceptibility to degradation, thereby improving their thera-
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Fig. 7 (A) KT-sHDL/TO loaded with a renal targeting ligand called KT peptide and LXR agonists, which can facilitate cholesterol efflux and inhibit
mesangial cell proliferation. (B) Schematic illustration of HDL-SP NDs formulation, NDs extend the half-life of SP and improve the retention of SP in

the bone marrow.102106
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peutic potential. One of the key advantages of NDs is their
ultra-small size, typically around 10 nanometers. This nano-
scale dimension allows them to traverse biological barriers
and reach target tissues more effectively. Additionally, NDs
exhibit high in vivo tolerance, meaning that they are well toler-
ated by the body and do not elicit significant adverse effects.
This is crucial for their safe and efficient application as drug
carriers. Furthermore, NDs possess a prolonged cycle half-life,
allowing them to circulate in the body for an extended period.
This extended circulation time increases the chances of drug
delivery to target sites, enhancing the efficacy of the
treatment.'”'” NDs have demonstrated remarkable potential
as drug carriers due to their small size, biocompatibility, pro-
longed circulation, and high targeting capabilities. These pro-
perties make them efficient and versatile platforms for deliver-
ing various types of drugs to target tissues, thereby enhancing
drug stability, improving pharmacokinetics, and optimizing
therapeutic outcomes.

4.4.3 Treatment of retina. Age-related macular degener-
ation (AMD) is the leading cause of vision loss in developed
countries. Research has demonstrated that nutritional sup-
plementation, including vitamins C and E, f-carotene, lutein,
and zeaxanthin, can slow the progression of AMD and reduce
the rate of vision loss.'® Lutein, an essential nutrient for eye
health, cannot be synthesized by the human body and must be
obtained from the diet. However, lutein’s poor water solubility
challenges its oral bioavailability.'*®''® NDs have successfully
loaded poorly soluble drugs such as polyphenols, curcumin,
and antibiotics."**™*** Robert O. Ryan et al. assembled lutein
into NDs to protect photoreceptor cells from light-induced
damage."'* Additionally, some studies have explored the devel-
opment of photosensitive NDs and aimed to create a retinal
simulation platform for researching vision restoration
treatments.'"®

4.5 Novel biotechnology

Nanotechnology has been extensively explored for drug deliv-
ery and various emerging biological technologies.'"®™"? Yet, it
is essential to note that traditional liposome-based drug deliv-
ery systems have intrinsic drawbacks, such as brief circulation
duration, suboptimal drug encapsulation, and instability in
biological media.'*® NDs, have emerged as a solution, offering
promise not only in disease treatment but also in a range of
other innovative biological applications.">""'**

4.5.1 Imaging technique. Albumin, as a crucial plasma
carrier and a major soluble protein involved in nutrient trans-
port and osmotic pressure regulation, plays a significant role
in various biological processes. Bovine serum albumin (BSA) is
often utilized as a model protein in research studies due to its
structural similarity to human serum albumin (HSA). It has
been observed that BSA-loaded NDs can effectively enhance
tumor penetration, leading to improved therapeutic

2230 | Nanoscale, 2024,16, 2220-2234
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outcomes.'”*'** In a study conducted in 2019, BSA was incor-
porated into NDs along with a fluorescent probe called fluor-
escein isothiocyanate (FITC). This innovative design allows for
the fluorescent labeling of NDs with any protein, facilitating
their visualization and detection using imaging and fluo-
rescence spectroscopy techniques."”® Furthermore, researchers
have successfully developed density-based fluorescent sensors
known as isenNDs using NDs. A study reported in 2023
obtained covalently circularized NDs (cNDs) through the
engineering of a self-cycling “autocyclase” protein, compared
with both linear and cyclised NDs equipped with imaging
agents, the in vivo imaging results showed that ¢cNDs have
better biodistribution and metabolism.'*® These NDs function
as powerful tools for reporting membrane biochemical reac-
tions, making them valuable in various applications.*

4.5.2 Magnetic field nanoscalpel. The surgical resection of
tumors is a widely employed method for treating malignant
tumors. However, achieving complete tumor removal while
minimizing damage to healthy tissues poses a significant sur-
gical challenge.'*”"'*® To address this challenge, the concept of
a “nanoscalpel” has emerged. This approach involves remotely
controllable magnetic nanosheets exhibiting high affinity and
specificity for tumor cells. The nanosheets have anisotropic
properties and a discoidal shape, facilitating their movement
through blood vessels and enabling them to penetrate tumor
tissue via endothelial cells easily. This innovative strategy
holds the potential to offer targeted therapy for cancer patients
under visual guidance, thereby addressing the issue of pre-
cision in cancer treatment.'*’

5. Conclusions

NDs are a versatile and innovative platform that can be used to
deliver drugs or peptides for various disease treatments. NDs
can protect the drugs or peptides from degradation, improve
their pharmacokinetics and selectivity, and enhance their
therapeutic efficacy. NDs can also be engineered to display or
release enzymes, growth factors, or drugs that can promote
tissue repair or regeneration, or to act as adhesives or scaffolds
that can facilitate cell migration or attachment. NDs have been
explored in various disease treatments, such as cancer immu-
notherapy, vaccine development, antibacterial and antiviral
therapy, and treatment of diabetes mellitus and Alzheimer’s
disease. NDs have also shown promise as imaging agents and
platforms for microsurgery.

Despite the promising potential of NDs in various disease
treatments, several challenges and limitations need to be
addressed to translate them into clinical applications. First,
the scalability and reproducibility of ND production and purifi-
cation need to be improved to ensure the consistency and
quality of NDs. Second, the safety and toxicity of NDs need to
be thoroughly evaluated, especially in terms of their long-term
effects on the immune system, the liver, and the kidney. Third,
the pharmacokinetics and biodistribution of NDs need to be
optimized to ensure the efficient delivery and clearance of
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drugs or peptides. Fourth, the targeting and specificity of NDs
need to be enhanced to ensure the selective and effective
accumulation of drugs or peptides in the diseased tissues or
cells. Fifth, the cost-effectiveness and regulatory compliance of
NDs need to be considered to ensure the affordability and
accessibility of the therapy.

In the future, several strategies can be explored to overcome
these challenges and improve the clinical potential of NDs.
First, new MSP variants or alternative scaffold proteins can be
developed to enhance the stability, homogeneity, and scalabil-
ity of NDs. Second, new surface modifications or coatings can
be introduced to enhance the biocompatibility, immunogeni-
city, and targeting of NDs. Third, new encapsulation or
loading strategies can be developed to enhance the loading
efficiency, stability, and specificity of drugs or peptides.
Fourth, new imaging or diagnostic modalities can be devel-
oped to enhance the real-time monitoring and evaluation of
the therapy. Fifth, new collaborations or partnerships can be
established to facilitate the translation and commercialization
of the technology. Overall, NDs hold great promise as a novel
disease treatment platform and have the potential to revolutio-
nize the field of medicine in the years to come.
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