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Local recurrence post-surgery in early-stage triple-negative breast cancer is a major challenge. To
control the regrowth of a residual tumor, we have developed an autologous therapeutic hybrid fibrin glue
for intra-operative implantation. Using autologous serum proteins as stabilizers, we have optimized high
drug-loaded lapatinib-NanoSera (Lap-NS; ~66% L.C.) and imiquimod-MicroSera (IMQ-MS; ~92% L.C).
Additionally, plasmonic nanosera (PNS) with an ~67% photothermal conversion efficiency under 980 nm
laser irradiation was also developed. While localized monotherapy with either Lap-NS or PNS reduced the
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tumor regrowth rate, their combination with IMQ-MS amplified the effect of immunogenic cell death with
a high level of tumor infiltration by immune cells at the surgical site. The localized combination immu-
notherapy with a Nano—MicroSera based hybrid fibrin implant showed superior tumor inhibition and sur-
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1. Introduction

Surveillance, Epidemiology and End Results reports suggest
that 10-15% of women suffer from triple-negative breast cancer
(TNBC), the most aggressive of all sub-types where receptors of
oestrogen, progesterone and human epidermal growth factor 2
(HER-2) are absent, thereby making the condition therapeuti-
cally most challenging. Surgery is a primary frontline interven-
tion for breast cancer patients despite being a majorly invasive
procedure.” However, TNBC bears heightened risk of relapse
after surgical resection, primarily attributable to its invasive
characteristics, limited treatment modalities, and dismal
prognosis.®>® To overcome these challenges, conventional treat-
ments such as chemotherapy, radiation, and immunotherapy
can be seamlessly integrated as adjuvant therapies following
surgery, for prolonged and enhanced therapeutic outcomes.®
While chemotherapy conventionally utilizes systemic and oral
administration routes, the implementation of regional and loca-
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vival with significant promise for clinical translation.

lized delivery of active pharmaceutical ingredients (APIs) has
emerged as a strategy to mitigate dose-limited toxicity. This
approach has spurred the development of drug-loaded oncologi-
cal implants such as Gliadel®, Oncogel™, and Sinofuan®, lever-
aging biodegradable polymers for sustained release.”® Local
implants for delivering chemotherapeutic drugs and radiation
at the surgical bed can bestow less frequent dosing, site specific
delivery, improved compliance, less side effects and patient
convenience.'®!  While existing commercially available
implants rely on synthetic polymers, approaches utilizing bio-
materials of endogenous origin, such as fibrin glue, offer multi-
faceted applications. They are adaptable in clinical settings as
both a haemostat and an adhesive sealant, showcasing versati-
lity beyond their traditional synthetic counterparts.™
Nanotechnological tools hold promise for mitigating the
toxicity and enhancing the solubility of chemotherapeutics.
However, their progress is hindered by challenges such as poor
tumor bioavailability (less than 0.7% of the injected dose)
and rapid clearance by the reticuloendothelial system (RES),
leading to a deceleration in their development.” Localized
implantation of nanoparticles with fibrin glue enables
immediate bioavailability at the target site, controlled release
and perioperative penetration of the cargo with enhanced
immunotherapeutic outcomes.'” Intraoperative application of
fibrin glue is also promising to treat locally advanced TNBC
where the possibility and convergence of multiple treatment
modalities might achieve superior efficacy and improve the
quality of life of patients by toning down systemic exposure to
adjuvant therapies. Despite the availability of commercial

This journal is © The Royal Society of Chemistry 2024


http://rsc.li/nanoscale
http://orcid.org/0000-0003-0227-1042
http://orcid.org/0000-0001-7221-7477
https://doi.org/10.1039/d4nr01076k
https://doi.org/10.1039/d4nr01076k
https://doi.org/10.1039/d4nr01076k
http://crossmark.crossref.org/dialog/?doi=10.1039/d4nr01076k&domain=pdf&date_stamp=2024-08-02
https://doi.org/10.1039/d4nr01076k
https://pubs.rsc.org/en/journals/journal/NR
https://pubs.rsc.org/en/journals/journal/NR?issueid=NR016029

Published on 25 June 2024. Downloaded on 1/21/2026 7:40:48 PM.

Nanoscale

" £ (A)

mMQ
i
+
'
H
+
H ‘
+

Centrifugation .

Drug in Serum Nucleation, "-

antisolvent in condensation . 2

solution aqueous or coagulation 9]

solution Lap-NS
[ @

eS| |.a = IMQ-MS
cs@g ¥, —— 8
[ g ¥ e
) 8 s

=
Autologous
~—~7 PRP v
980 nm
ilase
Mouse X

with tumor

\\—’))i
Excision of
~ 95% Tumor

Autologous Hybrid Fibrin Implantation

View Article Online

Lymph
LN= node

Paper
2 L_aser | 1 Residual
— activated } .- DC ! = tumor cell
PNS i
i i Normal cell
AP ! -»Malured: l—»
i DC
i i
H i

—» Activated
. CTL

Fig. 1 (A) Work flow for the preparation of Nano—MicroSera (NMS) and its application at the tumor bed with platelet rich plasma based fibrin glue
using the all-in-one autologous strategy; (B) the hybrid fibrin glue initiates concurrent chemo-photothermal attack on residual cancer cells and

further activation of immune cells.

fibrin glue, clinicians are leaning towards autologous platelet
rich plasma-based fibrin glue for ophthalmological, cartilage
repair, and maxillofacial surgery among many as a more innoc-
uous, cost-effective option."™"”

Although various nano-drug delivery systems, including
liposomes, polymers, proteins, and silica, have undergone
extensive exploration, a persistent challenge lies in achieving
optimal loading efficiency. This issue arises from the predomi-
nant possession of the nanoparticle volume by the carrier
matrix.'® Recently our group showed that API nanocrystals
stabilized with autologous serum proteins with high drug
loading (>60% w/w) termed ‘NanoSera’.’® Furthermore, we
have demonstrated the stabilization of photo-active metal
nanoparticles with autologous serum proteins with confirmed
safety in mouse models.”®>*" Building on previous reports, an
‘all-in-one’ autologous therapeutic strategy has been formu-
lated, emphasizing the predominant utilization of host-derived
biomaterials in the development of a hybrid fibrin glue. This
innovative hybrid fibrin glue is investigated for its localized
application, incorporating a combination of ‘Nano-MicroSera’
containing lapatinib, gold nanodendrites, and imiquimod.
Our aim was to explore this integrated approach for the
chemo-photothermal immunotherapeutic management of
residual TNBC post-resection (Fig. 1).

2. Materials and methods
2.1 Synthesis and characterization

Lapatinib-NanoSera. A microcentrifuge tube (MCT) with
20 pL of 10 mg mL ™" lapatinib prepared in DMSO added to

This journal is © The Royal Society of Chemistry 2024

480 pL of water was mixed with 17.5 pL of human serum in
482.5 pL of water. It was mixed gently and centrifuged at 5000
rpm for 5 min. The supernatant was separated and absorbance
was recorded to measure the amount of unentrapped drug and
the pellet was redispersed in aqueous medium appropriate for
further experimentation.

PNS. PNS synthesis was followed up from our previous
work.”® A one-pot synthesis was carried out in a MCT, in which
different components such as 400 uL of 5 mM HauCl,, 80 pL
of 10 mg ml™" fetal bovine serum (FBS) or human serum or
mouse serum (MS), 65 pL of 100 mM NaOH and then 300 pL
of 100 mM ascorbic acid were added in series. The volume was
made up to 1000 pL with water and centrifuged at 5000 rpm
for 5 min. The supernatant was discarded and the pellet was
redispersed into water followed by sonication until complete
redispersion.

Imiquimod-MicroSera. Briefly, 1 mg mL™" of imiquimod
(IMQ) stock was prepared in DMSO and heated at 80 °C until it
completely dissolved. Next, 400 pL of this IMQ stock was
mixed with 100 pL of water and immediately added to a MCT
containing 27.5 pL of serum mixed with 472.5 pL of water and
homogenized (T-10 basic ULTRA-TURRAX®) at 7100 rpm for
30 seconds. The sample was then centrifuged at 5000 rpm for
5 min. The supernatant was separated and absorbance was
recorded to calculate the amount of unentrapped drug and the
pellet was redispersed in the aqueous medium appropriate for
further experimentation.

Fibrin glue. Blood was withdrawn from the mice in a 3.2%
w/v sodium tricitrate coated tube to chelate calcium that can
lead to instant clotting and centrifuged at 3000 rpm for
2 minutes to extract platelet rich plasma (PRP). Nano/
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MicroSera particles were redispersed into 50 pL of a 0.25 M
CaCl, solution in a vial (A). In another vial (B), 25 pL of 5% w/v
tranexamic acid and 25 pL of PRP were mixed. The contents of
both A and B were mixed and quickly applied over the surgical
site.

2.2 Experimentation

The size and surface charge of different nanoparticles were
recorded with a Zetasizer instrument (Malvern, U.K.). A trans-
mission electron microscope (JEM 2100) and a field emission
scanning electron microscope (JEOL JSM-7610Fplus) were used
for imaging and elemental mapping. The fluorescence inten-
sity and cell migration evaluation was done by using Image]
software. The extinction spectra of PNS in UV-Vis-NIR were
recorded from 200 to 1400 nm (Agilent Cary-5000). Proteins
extracted from Lap-NanoSera were resolved in 12% polyacryl-
amide gel and visualized with Coomassie Brilliant Blue
staining (Biorad ChemiDoc XRS). The XRD profile of
IMQ-MicroSera was recorded using a Bruker ECO D8 Advance
diffractometer at room temperature. Bonding confirmation
and surface elemental composition of the samples were
studied using X-ray photoelectron spectroscopy (K-Alpha plus)
in an ultrahigh vacuum chamber (7 x 107° torr) using Al-Ka
radiation (1486.6 Ev).

2.3 Encapsulation efficiency and loading efficiency

The supernatant retrieved during the synthesis process con-
tained the unentrapped drug and was evaluated spectrophoto-
metrically at 319 nm for lapatinib and at 370 nm for imiqui-
mod to calculate encapsulation efficiency (EE%) and loading
efficiency (LE%) by an indirect method using the following
formula,

initial amount of drug — amount of drug in the supernatant

LE% = - -
0 total weight of nanoparticle

initial amount of drug — amount of drug in the supernatant

EE% = —
initial amount of drug

2.4 Drug release and kinetics

Enzyme-triggered drug release behavior of Lap-NS and
IMQ-MS was evaluated by using the sample and separate
method.”® Samples were embedded in Reliseal® along with
1 mL of phosphate buffered saline (PBS) containing protein-
ase-K (AMBION, Cat. #AM2548) at pH 7.4 (physiological) or pH
6.4 (tumor microenvironment) at 37 °C under constant
shaking. At predetermined time points, the supernatant was
collected and replaced with the same amount of fresh medium
to maintain a constant volume. The withdrawn solution was
evaluated spectrophotometrically at 319 nm and 370 nm to
obtain the drug concentration released corresponding to Lap-
NS and IMQ-MS, respectively.

2.5 SDS-PAGE analysis

Proteins associated with Lap-NS were extracted by incubating
with 2x Laemmli buffer (0.125 M tris HCL, 20% glycerol, 4%
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SDS, 10% p-mercaptoethanol, and 0.004% bromophenol blue).
Retrieved proteins were resolved in 12% polyacrylamide gel
and visualized (Biorad ChemiDoc XRS) with Coomassie
Brilliant Blue staining.

2.6 Photothermal conversion efficiency

The photothermal conversion efficiency was measured for col-
loidal PNS, PNS in Reliseal® glue and PNS in fibrin glue after
irradiation with a 980 nm laser at 660 mW with a distance of
1 cm between the fibre end and the sample vial. Changes in
temperature were recorded for 3 cycles with a FLIR ONE
Thermal imaging camera. The following formula was used to
calculate photothermal conversion efficiency.”*>*

_ hS(Tmax - Tsurr) — Qdiss
I(1 — 1074808)

2.7 Cell cytotoxicity assay

The biocompatibility and cytotoxicity of the formulations were
tested on L929 fibroblast cells and 4T1 breast cancer cells
using MTT (3-(4,5-dimethylthiazol-2-yl)-2,5-diphenyl tetra-
zolium bromide) assay. Typically, 10* cells were incubated in
96 well plates at 37 °C and 5% CO,. At 80% cell density, the
culture medium was discarded and replaced with fresh
medium containing different concentrations of IMQ-MS (0, 25,
50, 100, 200, and 400 pg mL™"), Lap-NS (0, 0.01, 0.1, 1, 10, and
100 pg mL™") and PNS (0, 25, 50, 100, 200, and 400 pg
mL™").2%2%2¢ purthermore, 980 nm laser irradiation was admi-
nistered for 1 min at 0.66 W cm™2 in the PNS group. After incu-
bation for 24 h, 48 h and 72 h, the cells were washed and incu-
bated with MTT followed by the solubilization of formazan
crystals in DMSO. The absorbance was recorded at 590 nm
using the following formula.
absorbance of the treated cells

Cellviability% = absorbance of the control cells x 100

2.8 Apoptosis assay

Cells were treated with imiquimod MicroSera (IMQ-MS) at an
IC50 of 206 pug mL™" for 24 h, lapatinib NanoSera (Lap-NS) at
an IC50 of 37 pg mL™" for 72 h and PNS + laser at an IC50 of
169 pg mL™' for 24 h. Apoptosis assay as reported by
Invitrogen manufacturer catalog no. V13242 was executed by
harvesting the cells post-treatments followed by washing with
cold PBS, and resuspension in 1x annexin-binding buffer.
Furthermore, 5 pL of Alexa Fluor™ 488 annexin V and 1 pL of
PI working solution were incubated with 100 pL of cell suspen-
sion. Finally, the stained cells were analysed by flow cytometry.

2.9 Monotherapy and combination therapy in a syngeneic
4T1 breast tumor model

All experimentation involving animals was performed after
prior approval from the Institutional Animal Ethics Committee
(IAEC) at IISER Mohali (Approval no: IISERM/SAFE/PRT/2022/
001 and IISERM/SAFE/PRT/2023/006). Throughout the study,
the mice were housed in an animal house at IISER Mohali in
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individually ventilated cages at a temperature of 22 + 2 °C and
a relative humidity of 50-60% under a 12 h light and dark
cycle with access to water and food ad libitum. Four week old
female BALB/c were subcutaneously injected with 4T1 cells
into the mammary fat pad. Once the tumor cells reached
around 50 mm?®, they were randomly assigned into the following
groups for assessment of tumor regression (n = 5): the immune
response group (n = 4-6) and the survival group (n = 5) after the
generation of residual tumors. The residual tumor was estab-
lished by surgically removing ~95% of the tumor tissue at the
surgical site. The contents of Vial A (single or combination of
nanoformulations in 50 puL of 0.250 M CaCl, solution) and B
(25 pL of 5% w/v tranexamic acid and 25 pL of PRP) were gently
mixed and applied instantly over the surgical site.

Monotherapy groups. Fibrin glue (FG), surgical site
application

Saline, intravenous administration

Free dox, intravenous administration, 5 mg kg™

Free lapatinib, oral administration, 5 mg kg™

Lap-NS, surgical site application, 5 mg kg™" (ref. 26)

PNS, surgical site application, 20 mg kg™ (ref. 20)

PNSL, surgical site application, 20 mg kg™ + 980 nm laser
irradiation for 1 minute

Combination therapy groups. Lap-NS + PNSL, surgical site
application

IMQ-MS, surgical site application, 20 mg kg™ (ref. 25)

Nano-MicroSera (Lap-NS (5 mg kg™") + PNSL (20 mg kg™ ") +
IMQ-MS (20 mg kg ")) surgical site application

The surgical sites in all groups except those subjected to
photothermal therapy were immediately sutured after FG
application. Intravenous and oral administrations were per-
formed after stitching of the surgical site without any FG appli-
cation. For photothermal therapy, after PNS-FG application,
the tumor bed was subjected to a 980 nm laser for 1 minute
followed by suturing the site. The distance between the tumor
bed and the fibre end was 1 cm. The thermal rise was recorded
using a FLIR ONE Pro thermal imaging camera. The animals
were monitored for body weight and tumor regression for up
to 15 days and percentage survival for up to 50 days.

2.10 ICP-MS

Major organs such as the liver, kidneys, heart, lungs, and
spleen along with the tumor were excised from the PNS and
PNSL groups after day 1 of treatment. All the organs were
digested with ICP-MS grade HNO; at 60° C. The digested
samples were then diluted with HPLC grade water and quanti-
fied using inductively coupled plasma mass spectrometry.

2.11 Enumerating the percentage of DCs, CD8 T cells and
Tregs in the recurred tumor using a flow cytometer

Locally recurred tumors were harvested from the mice on the
5th day post-treatment, followed by the isolation of single-cell
suspensions through a 70 pm strainer. The cells were then
stained with markers specific to DCs PE anti-mouse CD86
(catalog-105007, Biolegend, San Diego, CA), PE/Cy7 anti-mouse
CD11c" (catalog-117318, Biolegend), and APC anti-mouse
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CD80 (catalog-104714, Biolegend)], CD8 T cells [anti-mouse
CD8a FITC (11-0081-85)], and Tregs [PE-anti-mouse CD4 and
APC anti-mouse FoxP3]. Subsequently, the samples were
acquired using BD Accuri (BD Biosciences) and the data were
analysed using Flow]Jo software.

2.12 ELISA

Serum isolated at day 5 post-treatments (groups: 1-FG, 2-Lap +
PNSL-FG, 3-IMQ-MS-FG, 4-NMS-FG, and 5-control) was evalu-
ated for IL-6 response with ELISA OptEIA™ mouse IL-6 ELISA
assay as per the manufacturer’s instruction. Microwells were
coated with the capture antibody and incubated overnight at
4 °C followed by washing thrice. The plates were blocked with
the assay diluent at RT for 1 h followed by washing 3 times.
Standards and samples were added and incubated for 2 h at
RT followed by 5 times washing. A wrking detector (detection
Ab + Sav-HRP) was added to each well and incubated for 1 h
followed by 7 times washing. After that a substrate solution
was added and incubated for 30 min at RT in the dark. In the
end a stop solution was added to each well and reading was
taken at 450 nm within 30 min with a A correction of 570 nm.

2.13 Histological analysis

An in vivo biocompatibility study was conducted at the 50th
day for the NMS-FG and control FG groups. The Liver, kidneys,
heart, lungs, spleen and tumor were fixed in 10% neutral
buffer formalin. 5 pm thin sections were trimmed and stained
with haematoxylin and eosin dye. The sections were examined
under an Olympus light microscope.

2.14 Statistical analysis

All the data values were recorded and represented as mean +
standard deviation. One-way ANOVA was performed for calcu-
lating statistical significance.

3. Results and discussion
3.1 Synthesis and characterization of Lap-NS, PNS and IMQ-MS

A liquid antisolvent (LAS) precipitation technique was utilized
for dispersing hydrophobic and low permeability class IV
drugs, lapatinib (Lap) and imiquimod (IMQ), in aqueous
medium. A homogeneous solution of serum proteins in
aqueous medium was exposed to the antisolvent DMSO, which
had either Lap or IMQ dissolved in it. This led to nucleation
and coagulation or condensation of the drug.””*® Further
growth and agglomeration of the drug were halted with rapid
centrifugation of the mixture yielding nano- and microcrystals
of lapatinib (lapatinib-NanoSera or Lap-NS) and imiquimod
(imiquimod-MicroSera or IMQ-MS), respectively. In aqueous
medium, serum proteins function as stabilizers and provide
surface coverage to enhance the hydrophilicity of the drug for-
mulation. The synthesis process excludes additional surfac-
tants or cross-linkers, involving only minimal components
such as the drug and whole serum proteins.”® Through a
straightforward LAS process, which entails mixing serum and
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DMSO containing lapatinib under optimal conditions, spherical
Lap-NS with a diameter of approximately 250 nm and a surface
charge of around —10 mV were successfully formed (Fig. 24, S1
and 2C). XPS analysis revealed elemental composition corres-
ponding to both Lap and serum proteins (Fig. S17).

On the other hand, LAS assisted with high-speed probe
homogenization induced IMQ to aggregate into a rhombic
microplate morphology possessing an average diagonal length

View Article Online
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of ~3.6 x 3.4 um and a thickness of ~0.2 uym with a surface
charge of ~—19 mV (Fig. 2B and C). Elemental mapping con-
firmed a trace of oxygen, the third most abundant element
present in proteins, on the IMQ-MS (Fig. 2D). The negative
surface charge is expected to be imparted with the adsorption
of serum proteins on IMQ-MS. Furthermore, XRD analysis
revealed that IMQ-MS had characteristic 20 peaks at 19°, 22°
and 24° of unprocessed imiquimod crystals. This confirms the
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Fig. 2 Characterization of lapatinib-NanoSera (Lap-NS) and imiquimod-MicroSera (IMQ-MS). (A) TEM image of LAP-NS; (B) FESEM image of
IMQ-MS; (C) surface charge of Lap-NS and IMQ-MS; (D) elemental mapping of IMQ-MS; (E) X-ray diffraction patterns of IMQ and IMQ-MS; encapsu-
lation and loading efficiency of (F) Lap-NS and (G) IMQ-MS; and (H) lapatinib release kinetics in the presence of proteinase K at pH 7.4 and 6.4 from

Lap-NS.
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retention of its crystalline nature even after downsizing to a
specific morphology (Fig. 2E).>® Similarly, Lap-NS also revealed
a typical 20 peak at 23°, demonstrating a crystalline order
(Fig. $27).%° This crystallization of hydrophobic drugs as nano-
or micro-particles is known to achieve high loading (50-90%)
compared to physical entrapment in a carrier matrix.** The
Lap-NS was quantified to possess an encapsulation and
loading efficiency of ~67% and ~64% respectively (Fig. 2F).
Similarly, IMQ-MS also showed a distinctly high encapsulation
efficiency of ~93% and a loading content of ~76%, which is
higher than the previously reported drug loading for imiqui-
mod formulation (Fig. 1G).**

Additionally, we employed a platelet-rich plasma (PRP)-
based fibrin glue as the reservoir for the localized release of
the drug from Lap-NS or/and IMQ-MS within the tumor bed.
To achieve this, pooled PRP obtained from BALB/c mice was
combined with tranexamic acid (TXA) to counteract instant
fibrinolysis within a vial. Following this, Lap-NS or/and
IMQ-MS in calcium chloride solution was prepared and then
blended with the PRP-TXA solution to facilitate the formation
of the fibrin glue (Fig. S3At). Calcium helps in the quick acti-
vation of the coagulation cascade within the PRP and aids in
the formation of the hybrid fibrin glue.*® Fig. S3Bf shows a
highly porous fibrin network as analyzed using FESEM. Next,
the release kinetics of the loaded drug from the hybrid fibrin
glue was studied under the physiological (pH 7.4) and tumor
microenvironment (pH 6.4) conditions. As fibrin glue will be
applied topically on the tumor bed, plasmin present in excess
post-surgery causes proteolytic degradation of the fibrin clots
to release the drug.*! To simulate such conditions, proteinase-
K was added to the release reservoir. As seen in Fig. 2H, a
cumulative accelerated release of lapatinib up to ~89% at pH
6.4 and a slow release of ~19% at pH 7.4 were observed within
12 h. Imiquimod followed a similar pattern with a cumulative
release of ~92% at pH 6.4 and ~23% at pH 7.4 (Fig. S47).
While proteolytic cleavage might loosen up the fibrin clot, pH
played a major role in dissolving the nano- and micro-particles.

Lap-NS prepared with serum from three distinct healthy
human donors were assessed for protein abundance and com-
position. SDS-PAGE analysis revealed a differential association
of proteins from distinctive donors (Fig. S5t). In concurrence
with our previous report, the major protein fingerprint associ-
ated with Lap-HS was albumin, globulin and apolipoprotein
with variable contents. While albumin is a known drug carrier,
apolipoproteins provide a stealth effect counterbalancing the
opsonization effect of the globulins.'?2°3¢

We further incorporated gold nanodendrites termed plas-
monic nanosera (PNS) into the fibrin glue after preparing
them as per the method reported by our group.>® The evol-
ution of PNS from first generation branches to a densely
branched anisotropic nanodendritic morphology was con-
firmed using TEM (Fig. 3A and B). PNS synthesized with
serum from different sources such as human, mouse and
bovine was found to give a broad absorption in visible to near
infrared (I & II) windows (Fig. S61). HRTEM analysis verified
the d-spacing of the predominant {111} lattice plane and
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selected-area electron diffraction (SAED) pattern representing
the face-centered cubic structure of gold in the PNS
(Fig. S71).*” Elemental mapping of PNS confirmed the com-
mingled existence of serum proteins with the presence of both
nitrogen and oxygen (Fig. 3C). The photothermal transduction
of PNS was studied in both colloidal and fibrin entrapped
forms by irradiating with a 980 nm laser at 0.660 W. The col-
loidal PNS caused a temperature rise of ~81 °C after five
minutes of irradiation with a ~67% photothermal conversion
efficiency (Fig. 3D and E). For fibrin entrapment, the commer-
cial fibrin glue Reliseal® and human derived PRP fibrin glue
were compared. PNS in the Reliseal® caused a temperature
rise of ~51 °C in five minutes.

The decrease in the achieved temperature could be due to
the low thermal conductivity of fibrin compared to that of
water.”® While the PRP fibrin glue embedded PNS demon-
strated a comparable temperature rise within one minute of
irradiation, it is worth noting that the scattering from platelets
may contribute to this rapid increase in temperature. However,
it is important to consider that blood and tissue components
typically exhibit thermal conductivity lower than that of
water.>® Thus the rise in temperature observed from the PRP
fibrin glue is still ~22 °C lower than that of the colloidal PNS
(~74 °C) at one minute. Nevertheless, the photothermal trans-
duction achieved by the PRP fibrin glue in this short duration
is enough to cause irreversible vascular thrombosis, ischemia,
and hypoxia leading to cancer cell death.*°

3.2 Induction of cancer cell apoptosis with NanoSera and
MicroSera

The formulations were evaluated for their anticancer effect on
4T1 breast cancer cells. A dose dependent reduction in the 4T1
cell viability (Fig. 4A, B and C) was observed with an IC50 of
206 pg mL ™" for IMQ-MS at 24 h and 37 pg mL ™" for Lap-NS at
72 h and 169 pg mL™" for PNS + laser at 24 h. After treatment
with their respective IC50 concentrations, the cells showed sig-
nificant population in early apoptosis with no signs of necro-
sis, signifying a systematic programmed cell death induction
(Fig. 4D).

3.3 Lapatinib or plasmonic NanoSera based localized
monotherapy

The mice were subjected to breast conservation surgical
removal of up to ~95% 4T1 tumor followed by treatment with
blank fibrin glue, hybrid fibrin glue, and saline in the tumor
bed before suturing the surgical site (Fig. 5B and ESI Video
11). Clinically relevant adjuvant chemotherapy controls were
also concurrently evaluated after tumor resection with doxo-
rubicin (i.v) and lapatinib (p.o). Preliminary evaluation of the
biodistribution of Lap-NS and PNS in vital organs (spleen,
tumor, liver, heart and kidneys) was performed following their
localized implantation. One day post-implantation, systemic
spillage of ICG doped Lap-NS was traced to different organs.
Ex vivo fluorescence imaging revealed that in comparison with
the rapid clearance of physically entrapped free ICG from auto-
logous fibrin glue, Lap-NS showed delayed ICG release as con-
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firmed by the fluorescence chiefly in the liver and spleen
(Fig. S91). As established from the in vitro release kinetics of
Lap, an elevated level of proteases in the tumor bed can
degrade the NanoSera into smaller sizes and/or a free form of
the drug to be redistributed via angiogenic blood vessels into
different organs.*" Its presence in the liver and kidneys is sug-
gestive of predominant hepatobiliary and secondary renal
elimination of lapatinib.**> However, the reticuloendothelial
system (RES) mediated clearance can potentially deliver any
non-degraded Lap-NS to the liver and spleen.

Laser irradiation (980 nm) immediately after the implan-
tation of PNS laced fibrin glue for one minute resulted in the
localized temperature rise of ~52 °C as compared to ~4 °C in
blank fibrin glue (Fig. 5C and D). Quantitative analysis of gold
in various organs using ICP-MS indicated more clearance of
PNS after laser irradiation in comparison with that in the

This journal is © The Royal Society of Chemistry 2024

absence of irradiation (Fig. 5E). Hyperthermia causes vascular
perfusion resulting in enhanced systemic leakage and distri-
bution of PNS chiefly in the liver and spleen followed by the
kidneys after 24 h of implantation.*> Despite the rapid clear-
ance of NanoSera particles, their acute availability in the
implantation site imparted a significant effect on the residual
tumor cells impeding their local regrowth. Compared to con-
ventional therapy such as intravenous administration of doxo-
rubicin and oral intake of lapatinib, localized chemotherapy
with Lap-NS or photothermal therapy with PNS of the tumor
bed showed considerable tumor inhibition. Particularly, photo-
thermal therapy showed consequential suppression due to
thermal ablation of tumor cells (Fig. 5F and G). Thermal abla-
tion induced by PNS alters the architecture of the tumor
microenvironment, potentially enhancing the penetration of
chemotherapeutic ~ and  immunomodulatory  agents.**

Nanoscale, 2024, 16, 14006-14019 | 14013
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different groups over the study duration (*p < 0.05).

Furthermore, thermotherapy initiates the softening of tumors,
reverses tumor rigidification, and ablates physical barriers,
thereby improving the efficacy of drugs for therapeutically
resistant tumors.*> Throughout the treatment period, the mice
exhibited normal overall health, as indicated by stable body
weight measurements (Fig. 5H).

3.4 Nano-MicroSera based localized combination of chemo-
photothermal immune stimulation

Although thermal shock may effectively control tumor recur-
rence, one must consider that cancer cells situated deeply

14014 | Nanoscale, 2024, 16, 14006-14019

from the surface of the implantation may evade the effects due
to thermal insulation from surrounding cells, potentially
leading to local recurrence in the long term. However, cancer
cells directly impacted by chemotherapy and photothermal
therapy undergo immunogenic cell death (ICD), releasing
tumor antigens. These antigens have the potential to stimulate
dendritic cell (DC) maturation and subsequently trigger T cell
activation and differentiation, resulting in targeted elimination
of residual deep-seated cancer cells.”® However, the tumor
microenvironment is immunosuppressive, primarily because
of the presence and coordination of a tightly regulated system

This journal is © The Royal Society of Chemistry 2024
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involving T regulatory cells (Tregs), tumor-associated macro-
phages, and cytokines such as TGF-f and IL-10. This environ-
ment accelerates tumor growth and facilitates evasion of the
immune response.*”*® Incorporating immune adjuvants such
as IMQ into the treatment regimen can help overcome this
immunosuppressive barrier and enhance the potency of tumor
antigen-mediated anti-tumor immune responses.

While IMQ is utilized as an immune response modifier, it
also has the capacity to directly trigger apoptosis in cancer
cells as demonstrated in the in vitro experiments. This cell
death mechanism associated with IMQ is linked to the upregu-
lation of pro-apoptotic proteins within the Bcl-2 family, includ-
ing BH3-only proteins.*>° The antigens released from apopto-
tic cell death can additionally enhance the anti-tumor activity
of IMQ through TLR7/8-mediated activation of DCs. This acti-
vation leads to the recruitment of cytotoxic CD8" T cells and
killing of tumor cells. The implantation of IMQ-MS-based
autologous fibrin glue, in conjunction with surgery-induced
tumor antigens, prompted the maturation and expansion of
the pool of CD11c¢" DCs (Fig. 6B, C and Fig. S107). This was
evidenced by the upregulation of co-stimulatory molecules
such as CD80" and CD86" (Fig. 6B, C and Fig. S11, 127).
Furthermore, the serum levels of cytokine IL-6 and TNF-o were
noticed to be significantly altered in the treatment groups
(Fig. 6C and Fig. S13f). The modulation observed in the
immune system suggests the involvement of parameters
crucial for protecting against tumors.>" The results noted five
days after implantation were consistent, regardless of the acute
availability of IMQ-MS at the tumor bed. However, it is worth
noting that IMQ-MS exhibited rapid clearance to the lungs,
which is attributed to the tendency of micron-sized particles to
passively accumulate in this organ (Fig. S97).°>>*

Another important observation noted was the significant
decline in the percent of Tregs (Fig. 6B, C and Fig. S147). Tregs
are indeed known to facilitate the progression of cancer cells.
However, the combination of chemo-photothermal immune
stimulation with Nano-MicroSera (NMS: Lap-NS + PNS +
IMQ-MS) based hybrid fibrin glue led to enhanced maturation
of DCs and suppression of Tregs (Fig. 6C). As a result, the
tumor size was markedly reduced in the NMS-treated mice.
This significant reduction in tumor size was closely correlated
with an increase in the number of CD8 T cells and a decrease
in Tregs (Fig. 6E, F and Fig. S15t). The combination immu-
notherapy group demonstrated an exceptional immune
response, which is attributed to both the superior cancer cell-
killing effect of chemo-photothermal therapy (Fig. 6D).
Remarkably, the body weight of mice in the treatment groups
remained unaffected (Fig. S167). Subsequently, the NMS based
hybrid fibrin glue implanted mice were found to show 100%
survival, after 50 days of treatment. Histological analysis of the
surviving mice revealed unaltered microstructures of their
major organs (Fig. S177).

This study suggests that a therapeutic hybrid fibrin glue
offers a promising solution for addressing local recurrence in
early-stage triple-negative breast cancer. Combining high drug-
loaded lapatinib-NanoSera and imiquimod-MicroSera with
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plasmonic NanoSera, we achieved superior tumor inhibition
and enhanced survival outcomes through localized combi-
nation immunotherapy. Furthermore, the activation of DCs
and CD8 T cells implies the potential elimination of hidden
and residual tumor cells. This strategy holds promise for paving
the way toward successful cancer treatment in the future.

4. Conclusion

Our all-in-one autologous approach represents a novel strategy
involving the modification of therapeutic nano/micromaterials
with patient or donor derived serum proteins as stabilizers,
tailored for localized intra-operative application in the surgical
tumor bed to facilitate post-surgical management. The autolo-
gous hybrid fibrin glue exhibited remarkable synergy and
superior outcomes in suppressing recurrent breast tumors.
This host-specific approach is meticulously crafted for
bedside fabrication using minimal resources, addressing the
limitations of conventional therapies and ensuring accessibil-
ity for patients across the economic hierarchy. Further
improvement in the therapeutic activity is possible by enhan-
cing the cargo residence time by reinforcing the fibrin struc-
tures with stabilizers that bind to the amide backbone for
delayed proteolytic degradation. The highly porous nature of
the PNS might enable their biological degradation as demon-
strated earlier in smaller gold nanoparticles,> possibly within
the biodistributed highly metabolic organs such as the liver.
However, any recrystallization of the released gold chelates of
metallothionine and glutathione implies long term persist-
ence and requires careful evaluation. Finally, dose escalated
efficacy and safety studies in large animal models would
further validate the clinical translation of this potential
approach.
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