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phosphorus enables nitrogen
fixation under ambient conditions†

Francisco Garnes-Portolés,‡a Vicent Lloret,‡bc José Alejandro Vidal-Moya,a

Mario Löffler, cd Karl J. J. Mayrhofer, cd Jose Pedro Cerón-Carrasco, e

Gonzalo Abellán *f and Antonio Leyva-Pérez *a

Nitrogen (N2) fixation is a key reaction in biological and industrial chemistry, which does not occur

spontaneously under ambient conditions but often depends on very specific catalysts and harsh reaction

processes. Here we show that exposing exfoliated black phosphorus to the open air triggers,

concomitantly, the oxidation of the two-dimensional (2D) material and the fixation of up to 100 parts per

million (0.01%) of N2 on the surface. The fixation also occurs in pristine non-exfoliated material. Besides,

other allotropic forms of phosphorus, like red P, also fixes N2 during ambient oxidation, suggesting that

the N2 fixation process is intrinsic with phosphorus oxidation and does not depend on the chemical

structure or the dimensionality of the solid. Despite the low amounts of N2 fixed, this serendipitous

discovery could have fundamental implications on the chemistry and environmental stability of

phosphorous and the design of related catalysts for N2 fixation.
1 Introduction

The transformation of unreactive N2, present in the air, into
useful forms for mankind was a research pursuit during
decades, crystallized in the high energy-consuming Haber-
Bosch process, which still constitutes the motor drive of our
economy and way of life. However, Nature is able to x nitrogen
under ambient conditions with nitrogenase enzymes, andmany
studies to mimic this simple catalytic system are still on-going.1

Nitrogenase enzymes contain Fe as the catalytic active metal,
thus it is not surprising that many of the synthetic catalysts
reported to date are based on Fe or related transition metals.2–6
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Nevertheless, a new line of work based on metal-free thermal,
photo- and electro-catalysts has emerged during the last years,
which avoids the need of a single metal site but use extended
heteroatomic surfaces to adsorb and inject electrons on the
highly unreactive N^N bond.7 Some recent theoretical and
experimental works reveal that pristine two-dimensional (2D)
few-layer black phosphorous (FL-BP)8–10 as well as doped with
other heteroatoms such as B, N or O,11 or metals such as Fe,12 is
among the more effective materials for this transformation,
allowing photo-, and also, electro-catalysis for N2 xation at
room temperature.13 However, a recent study based on spin-
polarized density functional theory (DFT) has shown that, in
principle, pristine FL-BP may activate and x N2 without the
assistance of any extrinsic driving force.12

As far as we know, the spontaneous xation of N2 under
ambient conditions without any external help has not been re-
ported for any elemental material, since the high energy asso-
ciated to the breaking of the N^N bond (942 kJ mol−1) hampers
any process to overcome such a high energy. Here we show that
the ambient oxidation of solid FL-BP, by simply leaving
a sample of the 2Dmaterial in a bench at the open air, produces
the spontaneous xation of signicant amounts of N2, as shown
in Scheme 1. The energy required for this serendipitously found
process comes from the concomitant oxidation of the sample,
thus leaving a nal N–P–O composed material. Aer hydrolysis,
NH3 is formed. It is worthy commenting that the study reported
here is not aimed at producing NH3, but at describing the
spontaneous reactivity of ambient N2 with different elemental
phosphorous forms.
© 2024 The Author(s). Published by the Royal Society of Chemistry
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Scheme 1 Previous work on phosphorous-catalyzed N2 fixation and
the spontaneous fixation on elemental phosphorous under ambient
conditions reported herein. Ammonia is obtained after hydrolysis.

Fig. 1 (A) 10× 10 mmAFM image of the exfoliated BP nanosheets after
centrifugation and solvent transfer to THF. Bar represents 4 mm. Insert
shows a 1 × 1 mm zoom in, of a 19 nm (bottom) and 7 nm (top) thick
flakes selected in the area with the dashed line square. (B) Manually
extracted statistics of length and height in nm of the exfoliatedmaterial
calculated with 80 flakes.

Fig. 2 (A) N1s X-ray photoelectron spectra (XPS) of fresh FL-BP (green
line), and left under ambient conditions for 1 day (red line) and 1 week
(blue line) respectively, managed and recorded at HIERN laboratory. (B)
Deconvoluted high-resolution N1s XPS of FL-BP left under ambient
conditions for 8 weeks, managed and recorded at ITQ-UPV/CSIC
laboratory. (C) Deconvoluted high-resolution P2p XPS of the previous
sample (B).
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2 Results and discussion

We rst tested the xation of N2 with thin-layered BP nano-
sheets. The samples were achieved in three steps: (1) sonication
horn in NMP, (2) centrifugation, and (3) solvent transfer to THF.
To check if the amount of active sites depends on the solid
surface, we then tested pristine BP stones without any exfolia-
tion process and red phosphorus (red P), and both solid showed
this effect, which suggests that any allotropic form of elemental
phosphorus could x nitrogen during oxidation.

The detailed exfoliation of BP to obtain thin and small
nanosheets has been optimized in our laboratories by changing
four different parameters that affect the exfoliation procedure,
namely: the starting concentration, the applied sonication
amplitude, the time, and the centrifugation force. This has led
to a standardized and reproducible process to obtain BP
nanosheets with ca. 100 to 700 nm length and a mean height of
ca. 15 nm. Thus, samples prepared with 36 mg of starting
material in 15 mL of NMP, sonicated at 80%, and centrifuged at
1753 g for two hours led to an estimated 20 mg mL−1 concen-
tration. It is important to stress that this procedure can be taken
as a model to exfoliate BP, but we recommend optimizing the
exfoliating protocol for each laboratory set, since we have
observed that conditions such as the type of sonotrode tip,
centrifuge, exfoliating vials, and temperature strongly inuence
the size and concentration of the nal dispersions.14,15 As
previously mentioned, aer the exfoliation in NMP and the
centrifugation processes, a solvent transfer step – also devel-
oped in our laboratories – is implemented to change the solvent
of the dispersion to THF (process described in the ESI†). The
last is easier to handle due to its slower viscosity, also facili-
tating the cleaning step of drop-casted dispersions on
substrates. Fig. 1 shows a 10 × 10 mm AFM image with the
height and length statistics extractedmanually. For this sample,
considering a total of 84 akes, an average height of 11.4 ±

3.9 nm and length varying between 50 and 350 nm with a mean
161.8 ± 56.0 nm was obtained, in excellent agreement with the
previously mentioned values for this sort of liquid phase exfo-
liation (LPE) BP samples. An enlarged AFM image and four
zooms are shown in Fig. S1.†

These materials were le to the open air in a bench of one of
the author's laboratory (HIERN, Germany), and their evolution
© 2024 The Author(s). Published by the Royal Society of Chemistry
was followed by X-ray photoelectron spectroscopy (XPS).
Amongst all the characterization techniques used for BP
oxidation tracking so far (Raman, UV-Vis, photoluminescence,
XRD, etc.), XPS is probably the most promising one to under-
stand its reactivity, since the rest of the techniques will show
how the material decomposes without signicant information
on the chemical structure. Fig. 2A shows that a new signal
centered at 402.0 eV emerges in the X-ray photoelectron spec-
trum (XPS) of FL-BP when a sample is le on the bench for one
RSC Adv., 2024, 14, 4742–4747 | 4743
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Fig. 3 Absorption visible spectrophotometry measurements for the
different FL-BP samples exposed to ambient conditions for several
weeks and treated by the Nessler protocol to detect NH3. Blank refers
to a sample of pristine FL-BP.
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week. This signal could only be assigned to N species on the
surface, in particular to different NPx and NHx species aer
deconvolution,16 shown in Fig. 2B.

In order to see if the N2 xation is only happening with the
exfoliated material, we also tested pristine BP, without the
exfoliation step. The experiment was repeated in a different
laboratory (ITQ-UPV/CSIC, Spain), and the result shows the
same trend (Fig. S2†). Indeed, a literature search shows that the
N1s XPS signal at 402 eV appears in all the XPS survey graphs
reported for aerobically oxidized samples of FL-BP and phos-
phorene, at least those we could nd (for selected examples see
Fig. S3–S5†).17–19 However, this N signal does not appear when
the oxidation is performed with other agents different to air, i.e.
metal salts and water (Fig. S6†),20 which suggests that N incor-
poration into FL-BP proceeds from ambient N2. The relative
intensity of the N peaks increases with time when exposed to
ambient conditions (Fig. S7†), with respect to the total P
amount, and correlates well with the increase in P–Ox signals in
XPS, as shown in Fig. 2C. Indeed, the deconvolution of these
P2p XPS signals shows the appearance of a new peak at
132.2 eV, which can be assigned to P–N bonds.16 The other
deconvoluted peaks can be attributed to the original P–P bonds
in FL-BP and the new oxidized P–O bonds, respectively,
according to reported values and the corresponding O1s XPS
spectrum (Fig. S8†).21,22 Notice that the P2p XPS signal of
a barely oxidized sample is somewhat different [see for instance
Fig. S6 (right) and S7 (top, middle graph)†]. These results
indicate the incorporation of N atoms in the FL-BP structure
concomitantly with the ambient oxidation of the 2D material,
and this process seems to be general and previously ignored in
the literature.

Spin-polarized density functional theory (DFT) studies12 have
indicated that the presence of doping Fe atoms anchored on the
channel of P catalyzes the N2 reduction reaction. Thus, the
residual metal content of the FL-BP samples was determined by
inductively coupled plasma-optical emission spectroscopy (ICP-
OES), and the results (Table S1†) show that the amount of any
transition metal, which could potentially catalyze the N2 acti-
vation,23 is extremely low, below parts-per million (ppm).
However, given the low amount of N2 xed, any contribution of
metals in the xation process cannot be ruled out yet.

The previous experimental studies reported on the adsorp-
tion of N2 and its further reduction reaction to deliver ammonia
(see introduction) were carried out in saturated N2 solutions
and were driven either by electrochemistry or photo-
electrochemistry, and although these reports mainly focused on
the obtained ammonia, the XPS results indicated, in both cases,
the formation of phosphorus oxide. Nevertheless, due to
different experimental reasons, the N1s XPS signal at 402 eV
cannot be clearly identied or tracked upon the oxidation that
BP suffers.

Quantitatively, XPS shows that a 3 wt% of N atoms are
incorporated in the FL-BP sample under ambient conditions
aer eight weeks (Fig. S7†), however this value must be recal-
culated with respect to the bulk material since XPS only
accounts for species on surface. In order to quantify the real N
amount in the whole oxidized FL-BP sample, solid-state magic
4744 | RSC Adv., 2024, 14, 4742–4747
angle spinning 31P nuclear magnetic resonance (ss MAS 31P-
NMR) measurements were performed. The sample was rst
measured under strict N2 atmosphere in the absence of light
(tube wrapped in aluminum foil) and, then, air, light and water
were sequentially added (see below). The results (Fig. S9†) show
that the oxidation of the sample is only observed under ambient
conditions, and the total amount of oxidized P atoms (P–O) is
∼0.1%.24,25 Therefore, the total amount of N incorporated in this
oxidized FL-BP sample is <0.01%, since the P–O/N ratio is ∼10,
according to quantitative XPS.

In order to conrm the estimated <0.01% of N incorporated
in the oxidized FL-BP sample, a Nessler test26 was performed on
different FL-BP samples exposed to ambient conditions, and the
results are shown in Fig. 3. The Nessler test shows an increase of
NH3 on the FL-BP samples with time of exposure to ambient
conditions, to reach a plateau at around 8 weeks. A calibration
curve gives that the amount of N incorporated into the longest
oxidized FL-BP sample is ∼0.01% (Table S2†), in good agree-
ment with the combined XPS/ss NMR results. Thus, one can
conclude that, as much, 100 ppm of N2 are incorporated in FL-
BP aer prolonged oxidation under ambient conditions.

Simulated dry air was employed to study the incorporation of
N2 in FL-BP during the ambient oxidation. When FL-BP was
treated with synthetic dry air in a quartz ampule under ambient
light for 1 week, neither P oxidation nor N incorporation were
observed. If 1 wt% of H2O (respect total air) is introduced, and
the ampule is wrapped with aluminum foil for 1 week, any
change is not observed yet in the material. However, when this
mixture is exposed to daylight, P oxidation and N incorporation
start to occur. These results in a controlled atmosphere exclude
any other N source in the ambient (nitrides, .) rather than N2

to be incorporated in the solid material. This result is also in
line with the accepted oxidation of FL-BP,27 which requires O2,
H2O and light, and strongly supports that the N2 xation
process occurs with the oxidation of FL-BP. This combined
process has sense from a thermodynamic point of view, since
© 2024 The Author(s). Published by the Royal Society of Chemistry
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the exothermic formation of new P–O and P]O bonds generate
an energy of 335 and 544 kJ mol−1, respectively, which would
compensate for the energy required to break the N^N bond
(942 kJ mol−1). Moreover, one must consider that the chemical
oxidation events occur at least 10 times more than the N2

breaking, thus providing enough power for the N2 breaking to
proceed. The N1s XPS signals at∼402 eV indicate the formation
of N–Px and N–Hx bonds and discard the formation of N–Ox

bonds, which should appear below 400 eV. The fact that these N
species are mainly on the surface suggests that the 2D structure
of FL-BP may participate in the N2 xation process.

Computational calculations with Gaussian06 (ref. 28) have
been implemented to further support that hypothesis. For the
records, the PBE-D3/TZVP29–31 density functional theory (DFT)
level is used to fully optimized a supercell of 42 phosphorus
atoms. That DFT approach was previously used for mimicking
phosphorene reactivity.32 The performed simulations suggest
that N2 is very weakly adsorbed on raw FL-BP, and any covalent
contact is not observed with the solid surface (Fig. S10†). On the
contrary, theory predicts the formation of stable N–Px bonds
when the oxidized FL-BP is used. As illustrated in Fig. 4, N2 is
embedded into the phosphorus matrix opposite to the oxida-
tion site. That interaction leads to the activation of the inert
N^N bond, which is elongated from 1.10 Å to 1.40 Å. The
performed simulations therefore conrm that the oxidation of
phosphorene facilitates the adsorption of N2.

In agreement with computed numeric outputs, a 31P ss-MAS
NMR spectrum, under simulated air, shows signals at 32 and
43 ppm, which could be tentatively assigned to new N con-
taining species, within the reservations associated to the low
intensity found (Fig. S9,† bottom). To gain further insights into
the possible chemical bonds formed during this oxidative
process, we performed Raman spectroscopy measurements on
micromechanically exfoliated BP during ve weeks. The results
indicate an immediate formation of phosphorus-oxygen/
nitrogen bonds which disappear aer three weeks due to the
complete oxidation and degradation of the material. The peaks
can be tentatively assigned to P–O–P stretching as well as P–OH
and P–N–H bending vibrations (Fig. S11†).33 Nevertheless, the
formation of such bonds in exfoliated akes is extremely diffi-
cult to trace due to the low concentration that can be expected
from these experiments. Further study focusing on the study of
the Raman spectra of such chemical species in very well
Fig. 4 Optimized chemical model for the adsorbed N2 on the surface
of an oxidized FL-BP model system. Color atom code: orange:
phosphorus, red: oxygen, blue: nitrogen.

© 2024 The Author(s). Published by the Royal Society of Chemistry
controlled atmospheres and higher nitrogen concentrations
would be required to conrm the observed vibrations.

In order to study if this phenomenon is general for elemental
P, a sample of just bought and opened red phosphorous (red P)
was exposed to ambient conditions andmeasured by XPS aer 8
weeks. The results (Fig. S12†) show that the residual amount
of N in the fresh sample increases with time, concomitantly
with the oxidation of the red P sample. The Nessler test
(Fig. S13†) quanties the amount of N xed in red P in
0.003 wt% (30 ppm). This result supports that elemental P xes
N2 when oxidized under ambient conditions, regardless of its
form, although the particular 2D structure of FL-BP seems to
enhance the N2 xation process. Please notice the difficulties
associated to quantify these tiny amounts of N in a solid, even
the routinely elemental analysis technique has a too low
detection level (0.05 wt%).

3 Conclusions

We have shown that the 2D material FL-BP reacts not only with
O2 and H2O but also with N2 when le under ambient condi-
tions. Indeed, up to 100 ppm of N2 can be incorporated in the
FL-BP structure aer ambient exposure. This process occurs
regardless the starting BP form (phosphorene, FL-BP, nano-
particles, akes.), according to the experimental and compu-
tational data here presented, and may have important
implications on the chemistry of BP. Besides, red P also suffers
this process. Despite much more data are required to unveil the
exact underlying mechanism, and given the paramount
importance of N2 xation and the abundancy of elemental
phosphorous,34 this P mediated N2 xation process should be
taken into account for future studies on this element and
potential catalyzed N2 xing reactions.35
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S. C. Warren, ACS Appl. Mater. Interfaces, 2017, 9, 9126–9135.

28 M. J. Frisch, G. W. Trucks, H. B. Schlegel, G. E. Scuseria,
M. A. Robb, J. R. Cheeseman, G. Scalmani, V. Barone,
G. A. Petersson, H. Nakatsuji, X. Li, M. Caricato,
A. V. Marenich, J. Bloino, B. G. Janesko, R. Gomperts,
B. Mennucci, H. P. Hratchian, J. V. Ortiz, A. F. Izmaylov,
J. L. Sonnenberg, D. Williams-Young, F. Ding, F. Lipparini,
F. Egidi, J. Goings, B. Peng, A. Petrone, T. Henderson,
D. Ranasinghe, V. G. Zakrzewski, J. Gao, N. Rega,
G. Zheng, W. Liang, M. Hada, M. Ehara, K. Toyota,
R. Fukuda, J. Hasegawa, M. Ishida, T. Nakajima, Y. Honda,
O. Kitao, H. Nakai, T. Vreven, K. Throssell,
J. A. Montgomery Jr, J. E. Peralta, F. Ogliaro,
M. J. Bearpark, J. J. Heyd, E. N. Brothers, K. N. Kudin,
V. N. Staroverov, T. A. Keith, R. Kobayashi, J. Normand,
K. Raghavachari, A. P. Rendell, J. C. Burant, S. S. Iyengar,
J. Tomasi, M. Cossi, J. M. Millam, M. Klene, C. Adamo,
R. Cammi, J. W. Ochterski, R. L. Martin, K. Morokuma,
O. Farkas, J. B. Foresman, and D. J. Fox, Gaussian 16,
Revision A.03, Gaussian, Inc., Wallingford CT, 2016.

29 J. P. Perdew, K. Burke and M. Ernzerhof, Phys. Rev. Lett.,
1996, 77, 3865–3868.

30 S. Grimme, J. Antony, S. Ehrlich and H. A. Krieg, J. Chem.
Phys., 2010, 132, 154104.

31 M. F. Peintinger, D. V. Oliveira and T. Bredow, J. Comput.
Chem., 2013, 34, 451–459.

32 M. Bolognesi, S. Moschetto, M. Trapani, F. Prescimone,
C. Ferroni, G. Manca, A. Ienco, S. Borsacchi, M. Caporali,
M. Muccini, M. Peruzzini, M. Serrano-Ruiz, L. Calucci,
M. A. Castriciano and S. Toffanin, ACS Appl. Mater.
Interfaces, 2019, 11, 22637–22647.

33 D. E. C. Corbridge, J. Appl. Chem., 1956, 6, 456–465.
© 2024 The Author(s). Published by the Royal Society of Chemistry

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d3ra07331a


Paper RSC Advances

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 0

5 
Fe

br
ua

ry
 2

02
4.

 D
ow

nl
oa

de
d 

on
 3

/1
1/

20
26

 1
:2

9:
23

 A
M

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n 

3.
0 

U
np

or
te

d 
L

ic
en

ce
.

View Article Online
34 M. A. Pasek, Proc. Natl. Acad. Sci. U. S. A., 2008, 105, 853–858.
35 V. Lloret, M. A. Rivero-Crespo, J. A. Vidal-Moya, S. Wild,
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